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ABSTRACT

An experiment was implemented study fluid flow in a pressure media. This
proceduresuccessfully combinesuclear magnetic resonance imagwgh a porous
membrane chamber in order to visualize the-wetting and wetting fluid flows with
controlled boundary conditions. A specific pressure minute membrane chamber, made of
non magnetic marials and able to withstand 4 MPa, was conceived and built for this
purpose. These two techniques were applied to the drainage of Douglas fir sapwood. In
the study of the longitudinal flow, narrow drainage fingers are formed in the latewood
zones. Theydllow the longitudinal direction of wood and spread throughout the sample
length. These fingers then enlarge in the eeestion plane and coalesce until drainage
reach the whole latewood part. At the end of the essays, when drainage of liquid water in

latewood is completed, just a few sites of percolation appear in earlywood zones. This


mailto:almeida@nancy-engref.inra.fr
mailto:Sebastien.Leclerc@rmn.uhp-nancy.fr
mailto:perre@nancy-engref.inra.fr

difference is a result of the wood anatomical structure, where pits, the apertures that
allow the sap to flow between wood cells, are more easily aspirated in earlyveooa th

latewood.
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Multiphase flow, Percolation network

1. INTRODUCTION

To understand the mechanisms affecting the fluid flow in a porous media is very
important for several applications sua$ drying and impregnation processes. Wood is a
representative example of porous media, whose cellular structure is composed by a pore
network joined by narrower connecting throats (pits). Softwood species have much
greater uniformity than hardwoods. Tharincipal structure of softwoods is the
longitudinal tracheids, with approximately 92% of the volumetric composition. These
elements have a length of about 3%®0 and a crossectional diameter of about 3@n.

Due to the wood physiology, tracheids formieading summer (latewood) have cell walls
much thicker than those formed during spring (earlywood). Indeed, the double cell wall
increases from about 4 um in earlywood to more than 10 um in latewood. This difference
highly affects its physical and mechanigaroperties. Tracheids are connected by
bordered pits, which consist of two complementary gaps or recesses in the cell walls.
These pits are covered with a membrane much thinner than the rest of the cell wall called
torus. The torus is surrounded by thmalar margo consisting of microfibrillar strands

with openings between them permitting the passage of liquids between the cells (Siau,



1995). If a gas/liquid interface passes through the pit, the capillary forces cause the
membrane to move into the aspéa position, closing off the water flow. In the living
tree, this feature exists to limit the damage due to cavitation in the sap column. In the
wood material pit aspiration inhibits the liquid flow and is often problematic (drying,
preservationé).

Nuclea magnetic resonance imaging (MRI) is a fa@structive and a neinvasive
technique that has been widely used to determine moisture distribution and fluid flow
through a porous medium. For example, MRI has been used to stuiligwiiterough a
porous medim inmany fields including ground water hydrology, petroleum engineering,
and soil scienc@WVilliams et al, 1991; Waggoner and Fukushima, 1996; Kimmnetial,.

2001; Chernet al. 2002; Deureret al, 2002). The majority of these works study the
displacerent of two immiscible fluids using a reference liquid and/or glass beads to
simulate the porous mediurRor example, Cheat al. (2002) used a model consisted by
artificial consolidates sandstone saturated with@il.in the model was flooded by an
aqueas paramagnetic ion solution (500 mg.bf MnCl,) at a constant flux of 0.25
mL.min™* and the distribution of the two phases at different stages of the water flooding
was determinedA column filled with glass beads was used to study water flow in porous
media by Deureet al. (2002). In this study, water was pumped through the glass beads
with aPharmacia double syringe pump at rates of 125 and 250’mL.h

Wood can be successfully imaged by MRI because of its relatively regular structure,
in particular tlanks to its almost seffimilar structure obtained by a translation in the
longitudinal direction. Nuclear magnetic resonance signal in green wood may be

separated into three major components: solid wood (fast decreasing signaljalkcell



water (medium gjnal) and lumen water (slow signaBeveral works used this technique

to make the separation of the sapwood and heartwood, description of growth rings and
visualisation of internal defects or anomalies of wood (Kumetdal, 2006; Eberhardgt

al., 2006) MRI was also used for nenvasive qualitative and quantitative studies of
water distribution in wood and woedtying kinetics (Quicket al, 1990; Mederet al,

2003; van Houtst al, 2004; Merelat al, 2005).

During experiment of fluid flow in porau media, the accurate control of the
boundary conditions is a difficult task, especially at high humidity levels. The present
work uses theressure membrane principle to study the water flow in wood at high
relative humidities. Although this method is tigaused on soil science (ASTM, 2000),
it has been successfully used by many researchers in the studies ofwateod
relationships (Robertson, 1965; Stone and Scallan, 1967; Griffin, 1977; Fortin, 1979;
Almeida and Hernande2006).

The present work comies MRI with an accurate method to control the drainage
inside a porous medium (Douglas fir). This combination permits the displacement of the
wetting phase by an overpressure of the-weftting phase to be observed. Thd® 3
images of the moisture contefields versus time provide new insights in the fluid
migration mechanisms taking place in softwood: cluster formation, coalescence of
cluster, absence of l i quid migration in ear
time that these phenomena can beseobed by nomestructive methods and with a

rigorous control of drainage conditions.



2. MATERIAL AND METHODS

Douglas fir Pseudotsuga menzigssapwood samples were cut from a green log.
Longitudinal and radiabpecimens were turned using a lathe (Figuré. BAdiamond
wire saw Well model 3241, ESCILwas used to cut the cylindrical samples. The final
dimensions of the longitudinal specimens were 17 mm in diameter and 20 mm in length
(parallel to the longitudinal tracheidand for the radial ones were 17#mn diameter
and 15 mm in lengthp@rallel to the radial element$n order to maintain the green state,
the samples were soaked in distillated water until the Tést. test material had an
average basic wood density (overy mass to green volume) 064 kg.m? (coefficient

of variation (CV) of 5%).

2.1. Experiments

Pressure membrane principle

The pressure membrane principle is used to control the water state in a porous
medium at high humidity levels (>95% RH) or to apply a pressure difference between the
wetting phase and the nevetting phase. This principle lies in the concept of water
potential ¢), which is derived from classical thermodynamics and defined as the
difference between the specific Gibbs free energy of water in the state under study and in
a standard reference state (Siau, 1995). The reference state generally used is a
hypothetical pool of pure free water at atmospheric pressure, at a given elevation and at
the same temperature as that of the water in the porous material (Fortin, 19748atdihe
potential is normally expressed in terms of energy per unit mass in. Jke water

potential of moist air may be deduced from Kelvin's law (equ. 1).
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where: R is the gas constant (8.31 J:hi6l'); T is the absolute teperature (K)h is

the relative vapor pressure aki is the molar mass of water (18 xKg.mol™).

Equation (1) relates the relative humidity and the pressure difference between liquid
and gas. From this equation, the equivalent radius of curvdttne airwater meniscus
can be calculated by Laplace's law. This equivalent radsislefined by the radius of a
cylindrical tube which produces the same pressure difference:

(= 2gcos ¢ @
r,y

where: g is the surface tesion of water/air interface (0.072 N'hat 25°C),q is the
contact angle between the liquid and the surface of the capillary (0° for a perfectly

wetting fluid) andr, is the normal density of water (kgn

A pressure chamber, integrally made of smagnetic and electrical isolating
materials, was specially designed in order to make possible the use of the pressure
membrane principle inside the NMR spectrometer (Figure 1B). This chamber was
designed for a maxinhaapacity of 4MPa. The nitrogen pressure was controlled by
manometers, which are connected to the pressure chamber by a 1.6 mm diameter Teflon
tube.

The longitudinal or radial samples were placed into the pressure chamber on two

saturated membranes offdrent pore diameters (membrane 1 =r20; membrane 2 =

0.025mm) (Figure 1B). The solely role of membrane 1, with coarse pores, is to protect



the active membrane. The latter effectively withstands the pressure chamber. The system
works until the pressureemains below the percolation pressure of the membrane. The
one we used, with a diameter of 0.025 um, is able to operate up to about 10 MPa at 25°C.
A saturated clay layer of about 1 mm thick was placed on membrane 1 in order to ensure
hydraulic contact wh the specimen. Pressure was then gradually applied until the
required level was reached. A maximal pressure of 500 kPa was applied in this work. At
this pressure, capillaries with a radius larger than 0.288 are empties (equ. 2).
Specimens were weigkd before and after the pressure membrane/MRI essays and were
ovendried at 102C until equilibrium to determine the moisture content.

MRI analysis

Magnetic Resonance Imaging experiments were carried on a Bruker Biospec 24/40
spectrometer equipped with arhemade gradient coil and a 3.5 dimmeterresonator.

The pressure chamber was designed to fit precisely in this probe and thus avoiding
vibration artefacts during the experiment.

Relaxation times in saturated parts of wood were measured using invesiveny
method for longitudinal relaxation time {)Tand Carr Purcell Meiboon Gill method for
transverse relaxation time {)T The values measured were 240 ms fpaid 37 ms for
T

Images were acquired using a classical nslitie spinecho experimentsvith the
following parameters: repetition time (TR) : 1s, echo time (TE) : 18.3 ms, field of view
(FOV) : 4cm, matrix : 256*192 pointspatial resolution 156*208urihe repetition time
TR was chosen sufficiently long to avoid longitudinal relaxation eshtiTE was chosen

long enough to suppress signal coming from bowaterand short enough to minimize



T, contrast.Nevertheless, there is still a small decrease in the signal of the lumen water
due to transverse relaxation

Magnetic resonance imaginacqusition consisted of 3 slices with an effective
thickness of 2 mm and a 5 mm ingdice distance (Figures 2 A and B). The total scan
time for imaging acquisition was 3 minutés. glass tube (4.5 mm of internal diameter)
containing 5 mM copper sulfate dissed in water was used as reference image. Copper
sulfate was used to shorten longitudinal relaxation times to a value of 1QGfhans
transverse relaxation time to 45 .ii$ie grey level obtained in watet.8 10° arbitrary
unit) allowed us to convert the @y levels of wood images into volumetric water content.
For example, we found B30° (arbitrary unit) as density in saturated parts of earlywood.
This corresponds to an apparent water density of 720 kgDne to the very short
relaxation time of bound ater, this value includes only liquid water. Assuming that the
bound water content at saturation and the cell wall density are equal to 30% (dry basis)
and 1500 kg.m, respectively (Siau, 1995), we obtain a basic wood density {dwen
mass to green volua) in earlywood equal to 320 kginThis value is in very good
agreement with literature data (Bosshard, 1984; Gaetred, 2002).

Anatomical measurements

Duplicate samples were taken next, in longitudinal direction, to those used for the
pressure membne/IRM analysis. They were examined using an environmental scanning
electron microscope (ESEM, FEI Quanta 200) located at Engref/Nancy. Uncoated
samples were observed at a voltage below 10 kV and a chamber pressure of 1 Torr using

a large field gaseousetector (secondary electrons). Crgsstional images at different



magnifications were taken in order to measure cell diameters and cell wall thickness of

earlywood, latewood, and ray parenchyma.

3. RESULTS

Images obtained by MRI and ESEM are presented gurEi 3A and 3B3D,
respectively. The signal obtained in the MRI technique consists of mostly, if not entirely,
liquid water (also called to free water in wood science) present in the lumen of the wood
specimen. Bound water and solid wood were not visiblke @ their rapidly decaying
signal in contrast to the slowly decaying signal of the liquid water. In the MRI figures
presented in this work, lighter colors mean higher quantity of liquid water. The average
moisture content was initially equal to 156% (©¥1%) and 110% (CV of 4%) at the
end of the experiment (average of 3 tests realized on longitudinal direction).

Due to their differences in anatomical structure, earlywood and latewood areas are
easily distinguished on the images (Figure 3A). Earlywo@sgmnts thin cell walls and
large lumen diameters, whereas latewood has thick cell walls and small lumen diameter
(Figure 3B and 3C)The decay signal for liquid water in the cell lumens has been found
to be roughly proportional to the cell lumen diameterddferent wood species (Menon
et al, 1987; Flibotteet al, 1990; Almeidaet al, 2007). Figures 3A, 3B and 3D also
exhibit false rings within annual growth rings. They correspond to pause in secondary
growth rate due to climatic conditions, such asudra.

The evolution of water drainage in the longitudinal direction is showed in Figure 4.
These raw data represent the signal intensity in the 3 slices at different drainage times. 10
minutes after the pressure was applied, first drainage spots (dag} ea® be observed

on one of the latewood rings. It should be notice that these drainage spots can be



observed on the three slices (along the specimen), showing the flow connectivity in the
latewood tracheids. These drainage zones then spread in theetsanglane until
coalescence occurs (30 mn). At this time, the water proportion in earlywood remains
unchanged. This is surprising because this part of the annual ring is reputed to have a
much higher permeability than the latewood part. At the end oésbay, 270 minutes,
all latewood parts are fully drained. At this time, some drainage spots just appear in one
of the earlywood zones. However, the observation of the 3 slices proves that these
drainage spots are still engtb.t connected al ong
A better representation of these experimental data is proposed in Figure 5. To prepare
this figure, a small application program was developed to convert the grey levels of each
image in apparent specific gravity values using the calibration prazeapitained in the
previous section. The same application allows the three slices to be savedinla8
files using the Tecplot software. The views depicted in Figure 5 consist of 3 slices (flood
contours of 5 values regularly spread from 0.12 to @&@arent specific gravity) plus
one 3D isovalue (0.12), which allows the shape of the drained zones to be piétared.
the sake of visibility, the cutff color possibility proposed by Tecplot was activated :
zones below 0.12 are not colored in the slice
Before pressure is applied, the three slices are similar, in which the great water
content difference between earlywood (0.6 to 0.8) and latewood (0.3 to 0.5) is evident.
After 10 minutes of drainage, the water content field already decreased siglyifinan
earlywood zones of slice 1, where the pressure is apfltEd. fingerings are obvious

throughout the sample length in one latewood z®he.0.12 isovalue surface proves that



the drained spots observed on the images are perfectly aligned alolmpghedinal
direction of wood.

At 20 minutes, no clear evolution has to be noticed, except that the narrow fingers
had time to spread and now tend to coalesce in the transverse Ti@¢endency is
confirmed after 1 hour of drainage : at this instém, latewood zone of this annual ring
lost almost all its liquid (or free) water conteHbwever, isolated water clusters appear :
they will remain up to the end of the essay. Although the time required for the second
latewood zone to be drained is mooader (100 minutes), the mechanism seems to be
identical, with the appearance of narrow fingers spreading throughout the sample length.

At the end of the test (270 minutes), the two latewood zones present a bimodal
pattern, with isolated water clusters stig inside a fully drained zone. In the second
latewood zone, these water clusters remain connected in the tangential direction, along
the false ring.At this time, one earlywood zone just starts to be drained. Again, the
drainage mechanism seems to Heniical, with the existence of narrow spots. Even
though they are not yet entirely connected in the longitudinal direction, the contour
patterns of the different slices prove that the longitudinal connection indeed exists.

As above discussed, the firsusters of drainage are observed in the same latewood
ring. These first drainage clusters and a magnification of the latewood ring can be
observed on Figures 6A and 6B, respectively. Some irregularities in the diameter of the
latewood tracheids (false latead ring) are also observed on Figure 6B. Analyzing these
figures, one can observe that the percolation network starts on the latewood tracheids of

larger diameters, whose are more permeable than the smaller ones.



The longitudinal drainage also gives ugommation about the drainage of radial
parenchyma (Figure 4). This drainage is only observed on slice 1, where cut rays are next
to the nitrogen inflow. Slice 1 (Figures 4 and 5) also shows that earlywood next to the
nitrogen inflow has less liquid watdran earlywood of slices 2 and 3.

Results of water drainage in the radial direction are presented in Figures 7A (before
pressure application), 7B (10 minutes after a pressure application of 500 kPa) and 7B (80
minutes after pressure application). Even if tessay favored radial flow, comparison
between these figures shows superficial flow along the tracheids (longitudinal direction)
and homogenization of humidity inside the sample. After 80 minutes of essay, the radial
drainage is not observed. Several kgohave reported the ray parenchyma as being the
least permeable tissue in the wood structure (etaat, 1974; Gonzalez and Siau, 1978;
Wheeler, 1982; Siau, 1995; Almeida and Hernandez, 2006), Figure 7 corroborates results

of these works.

4. DISCUSSION

Resllts presented in Figures 4 and 5 definitely prove that the easy ways for drainage
are in latewood. At first glance, this is surprising because it iskmellvn that earlywood
is the most permeable part of softwoods in the case of single phase flow. rAeathee
of fluid flow in wood has therefore to be considered to explain our observations. To
induce the ascent of sap in tree, the menisci present in the leaf stomata pull up water.
Because most trees are more than 10 m high, one can deduce that thee dilgsad
pressure in the sap column is negative. No gaseous phase can exist in such conditions,
which renders this sap column very fragile. Indeed, the vascular system is such that the

tree must be able to support a gas invasion due to injury or cavitht softwoods, this



is the role of bordered pits. These bordered pits are specialized valves : in the case of
single phase flow (sap flow) they are permeable, but they close off (this is called pit
aspiration) by capillary forces when a liquid/gas reeas passes through it. In latewood,
the small and thick membranes (torus) and strands of the bordered pits might not allow
them to act as a valve. Indeed, the low resistance of latewood zones to embolism in the
living tree and the higher drainage of thesmes in the wood are a consequence of the
structural features of the bordered pit membrane (Perré and Turner, 2001; Domec and
Gartner, 2002; Usta, 2005).

Drainage consists in the immiscible displacement of a wetting fluid by -avetimg
fluid. In this configuration, capillary forces act against the flow. For slow displacements
(capillary regime), capillary forces prevail and the front shapeontrolled by the
heterogeneity of the pore sizes along the interf&¢benthe displacing fluid is less
viscows than the displaced fluidjscous forces destabilize the interface as the flow rate
increases (viscous regime). The capillary nun@®@ecan be used to distinguish these two
regimes. This number is usually expressed as follows (Dullien, 1992) :

_ Viscous forces _ v,
Capillary forces s cog;

3)

where:v and m, are the velocity and viscosity, respectively, of the wetting fliid;

the watergas interfacial tension and is the contact angle (0° here because water

perfectly wets the wood substance).

Finally, the gravity can also stabilize or destabilize the interface, but its effect can be
discarded in our experiments because inain flow is horizontal and the sample depth

involves a very small pressure difference in comparison with the applied pressure.



In our experiment of wood drainage by nitrogen, it is not obvious whether fingering
results from a viscous regime or a capyl regime. Our viscous ratio

(k= @1 @ 0 at 20°C) and therapid breakthrough of the nemetting fluid into the

wetting fluid suggest that a viscous regime could take place (Lenormiaat 1988).
CalculatingCaneeds the velocity to be evaludtdwo methods could be used :
- to evaluate the fluid velocity of the active pores (about 10 minutes for the first
fingers to cross the 20 mm sample length)= 3.3.10° m.s?,
- to consider the initial velocity (single fluid phase and intrinsic perméghilsing
Darcy's law. Assuming the longitudinal permeability in Douglas fir to b€ o
and its porosity 0.66, we obtaim= 2.5.10° m.s™.

In fact, v, is certainly overestimated, at first because the calculation neglects the
resistance due to the méranes and the clay layer, and because a multiphase flow
configuration takes place as soon as the experiment starts. Relative permeability factors
should be added, that reduces considerably the medium permeability to each fluid phase.

Retaining valuer, the capillary number, Ca, is equal to 4.51Referring, with care,
to literature data (Lenormaret al, 1988), this value seems too low to produce viscous
fingering. It seems therefore that capillary fingering is responsible for the thin fingers
obsered here. The fact that the drainage of second latewood zone, then of the first
earlywood zone, present similar patterns is an additional argument in the favor of
capillary fingering. These zones are indeed drained in a much longer time, which reduces
the @pillary number by more than one order of magnitude.

The long and narrow shape of fingers is therefore certainly due to the strong

anisotropy of wood : crossing one pit allows the flow to progress of about 2 mm in



longitudinal direction and only of abouD5um in the cross sectional plane. Once a
pathway exist along the sample length, it allows gradual transverse drainage, from one
tracheid to its neighbor : one open pit is enough for this lateral drainage, instead of at
least two (one at each cell end) fongitudinal migration. Finally, entrapped water
clusters can be analyzed as groups of tracheids without unaspirated pits.

During most of the experimental time, earlywood zones seemed to be completely
impervious. This observation was analyzed as the frigportion of aspirated pits in this
part of wood. Therefore, the late drainage of one earlywood zone denotes that, in spite of
aspiration, the pits are not perfectly impervious. Some leakage does exist, namely in
minute opening that continue to exist ispaated pits, between the torus and the cell
wall. The applied pressure (500 kPa) is able to force the meniscus to path in pores whose

radius is above 0.288 um (equ. 2).

5. CONCLUSION

A procedure was developed to visualize fluid flow through a porous meéhis.
procedure combines two techniques, namely, NMR imaging and pressure membrane.
Thus, the present work shows the displacement of the wetting phase by application of the
nonwetting phase in Douglas fir samplegarlywood and latewood are easily
distingushed in the images obtained. The procedure presented in this work successfully
shows the longitudinal flow inside a porous media. Clusters of drainage are first formed
in the latewood zones, these clusters are longitudinally connected. Drainage zones in
latewood increase until the coalescence. In the end of the essays, drainage of liquid water

in latewood is completed and few sites of percolation are observed in earlywood zones.



This result is a consequence of the wood anatomical structure, where earfyitgoack

easier aspirated then latewood ones.
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LEGENDS OF FIGURES

Figure 1. (A) Scheme of samples placement in the wood stem. (B) Scheme of

the pressure chamber used in the pressure memliiRbhegbts.

Figure 2. Configuration of the specimens inside the pressure chamber showing
the flow direction and position (slice) of IRM acquisition. (A) Longitudinal flow.

(B) Radial flow.

Figure 3. Transversal section images of Douglas fir specimen. (A) NMR image
showing darkatewood and light coloured earlywood.-{lB ESEM micrographs:
(B-C) earlywood (EW) and latewood (LW) zones, (D) irregularity of cell

diameters in the latewood zone (false growth ring).

Figure 4. Evolution of water drainage (longitudinal flow) in three positions
(slices) of the specimen. White arrows indicate percolation spot in the latewood
zone. The black arrow depicts the beginning of drainage clusters in earlywood at
the end of the essay. The white square (top left) is the magnified zone exhibited in

figure 5.

Figure 5. Threedimensional MRI of apparent water specific gravity at 6
different drainage timed& his magnified zone is specified by a square in figure 4

(top left).

Figure 6. Transversal section of Douglas fi(A) IRM showing the first
percolation network (arrow). (B) ESEMicnograph (the box highlights the region

where the first percolation network was observed).



Figure 7. Tangentiallongitudinal section of Douglas fir (radial flow). (A) IRM
before pressure application (slice 2). (B) IRM after 10 minutes of pressure

application (slice). (C) IRM after 80 minutes of pressure application (slice 2).
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Figure 8. (A) Scheme of samples placement in the wood stem. (B) Scheme of the
pressure chamber used in the pressure membrane/IRM tests.



Figure 9. Corfiguration of the specimens inside the pressure chamber showing the
flow direction and position (slice) of IRM acquisition. (A) Longitudinal flow. (B) Radial
flow.
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Figure 10. Transversal section images of Douglas fir specinif&) NMR image
showing dark latewood and light coloured earlywoodD(BESEM micrographs: (E)
earlywood (EW) and latewood (LW) zones, (D) irregularity of cell diameters in the
latewood zone (false growth ring).
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Figure 11. Evolution of water drainage (longitudinal flow) in three positigakces) of the specimen. White arrows indicate
percolation spot in the latewood zone. The black arrow depicts the beginning of drainage clusters in earlywood attties esshpf
The white square (top left) is the magnified zone exhibited in figure 5.
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Figure 12. Threedimensional MRI of apparent water specific gravity at 6 different drainage times. This magnified zone is

specified by a square in figure 4 (top left).



