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a b s t r a c t
A new method called ALGrId (Anti-Leak GRain IDentiﬁcation) is proposed for the detection of sub-grains beyond
the relative angular resolution of Electron Backscatter Diffraction maps. It does not use any additional information such as Kikuchi Pattern Quality map nor need data ﬁltering. It uses a modiﬁed Dijkstra algorithm which
seeks the continuous set of boundaries having the highest average disorientation angle.

1. Introduction
The identiﬁcation of sub-grains and low angle boundaries in EBSD
(Electron Backscatter Diffraction) maps ﬁnds many applications in material sciences, for example, the detection of sub-grains in recovered or
geometrically recrystallized materials [1], or the discrimination of closely oriented domains formed by variant selection after a phase transformation [2]. However, the detection of such boundaries in EBSD maps is
limited by the relative angular resolution of the technique [3]. In this
work, we propose a new method to detect sub-grains and low angle
boundaries beyond the angular resolution of EBSD maps.
The relative angular resolution of an EBSD map is a function of multiple SEM and EBSD system parameters. A high angular resolution
(~0.01°) may be obtained using HR-EBSD (High Resolution-EBSD) [4].
With a conventional system and in optimal conditions, a disorientation
angle can be measured with a precision lower than half a degree [5].
However, there is a tradeoff between angular resolution and the acquisition rate. If no particular care has been taken, the angular resolution is
more reasonably of one degree [6,7].
The ﬁrst section of this manuscript demonstrates that sub-grain detection using classical grain identiﬁcation algorithms becomes unreliable
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at low disorientation angles, especially when approaching the domain of
orientation noise. Four methods have been published in the open literature on the detection of either low-angle boundaries or sub-grains on
conventionally acquired EBSD maps. First, Humphreys et al. proposed
to smooth the orientation noise using a modiﬁed Kuwahara ﬁlter [8].
Barou used the Kikuchi Pattern Quality (KPQ) map and the Band Slope1
as extra information to detect sub-grains [1,9]. McMahon et al. proposed
using a clustering method [10]. Finally, Channel5 users may detect grains
using the Grain Boundary Completion tool (GBC) [11]. However, all these
methods except GBC use additional data or modify the initial data by
ﬁltering. The new method proposed in this paper was inspired by the
GBC but works differently. It can be used to reconstruct sub-grains
from raw orientation data (no ﬁltering, no use of additional information
such as KPQ).
The ﬁrst part of this paper recalls the problems of grain detection
at low disorientation angles. After, we describe our new method, called
ALGrId (Anti-Leak GRain IDentiﬁcation). Then, a validation test demonstrates that ALGrId detects sub-grains beyond the angular resolution. Finally, an application example illustrates the efﬁciency of the method to
detect sub-grains in a deformed β titanium alloy.

1
The KPQ is also named Band Contrast. The Band Slope is an indicator solely available in
Oxford instruments systems. It is an indicator of sharpness of band edges in Kikuchi
patterns.

Fig. 1. EBSD map of recrystallized titanium. A classical grain detection with ω0 N= 1.4° is required to identify the two sub-grains but simultaneously misidentify pixels surrounded by low
angle boundaries as sub-grains. a) KPQ map, b) disorientation angles map.

2. Problems with the detection of sub-grains in EBSD maps
There is a duality in the identiﬁcation of sub-grains and low-angle
boundaries that separate them. Grains can be identiﬁed from EBSD
data as soon as they are delimited by a boundary having a disorientation
angle above the relative angular resolution of the EBSD map [3]. Recommendations and good practices in this domain can be found in [12]. A
“ﬂoodﬁll” algorithm is classically used to reconstruct grains in commercial software [13]. It requires a critical disorientation angle, ω0, set by
the user. A grain is then deﬁned as a cluster of connected pixels with
neighboring pixel disorientation angles lower than ω0. The grain boundaries are the interfaces between those clusters and always have a disorientation angle greater than ω0. If the identiﬁcation is correct, there is an
agreement between grains and clusters.
Sub-grain boundaries may have a disorientation angle lower than
the angular resolution of EBSD measurements and therefore, sub-grain
identiﬁcation using a ﬂoodﬁll algorithm generates artifacts: isolated
pixels surrounded by boundaries with ω0 are misidentiﬁed as grains
and separated sub-grains may be misidentiﬁed as a single grain. This
is illustrated in Fig. 1. Pure titanium (T40) was scanned for EBSD acquisition in a Zeiss Supra 40 FEG SEM equipped with a Bruker E-Flash EBSD
camera. Patterns were acquired with a speed of ~100 Hz and a step size
of 0.5 μm was used. Classical cleaning was performed before analysis.2
This small map was extracted from a larger map containing more than
2500 grains. The central grain contains a low angle boundary with disorientation angles varying from 1.4° to 3.2°. This boundary appears as
clearly on the KPQ map as the 17°-boundary indicated in Fig. 1b. This
conﬁrms the sensitivity of the KPQ to low angle disorientation boundaries as reported in [9]. This sensitivity is used in the last section of
this manuscript to validate the sub-grain detection on the application
example. The grain in the top corner contains more “orientation
noise” than other grains. As observed in [14], the angular resolution depends on the orientation of the grains. This example shows a typical
case were no value of ω0 allows the discrimination of the two subgrains without misidentifying some isolated pixels as sub-grains (pointed by arrows in Fig. 1b). In the larger map out of which this data was
taken, about 10% of the grains were “noisy” (i.e. in which small clusters
were misidentiﬁed with ω0 = 2°) and 1% of grains contained a low
angle boundary with a misorientation angle greater than 2°.

2
Grains detected with ω0 = 10° and smaller than 2 pixels were removed and a onestep dilatation of non-indexed pixels was performed.

Such an example is regularly encountered on EBSD maps and therefore we developed ALGrId to solve the problem.
3. The Anti-Leak Grain Identiﬁcation (ALGrId)
We have developed a new method in order to identify sub-grains
separated by boundaries with a disorientation angle lower than the relative angular resolution of the map. Speciﬁc vocabulary is required to
understand the method (Fig. 2). In this work we need to make a distinction between a frontier (the separation between two pixels) and a
boundary (a continuous set of frontiers). Each frontier is characterized
by the disorientation between its two adjacent pixels. After grain identiﬁcation, all grains are surrounded by boundaries with frontiers having
a disorientation angle greater than ω0. These boundaries are called
closed boundaries because they enclose the grains. Not all frontiers
with a disorientation angle greater than ω0 belong to closed boundaries.
In contrast, these are called open frontiers.
Our method aims to “close” the open frontiers. In other words, to
ﬁnd a boundary that connects an open frontier to a closed boundary
(Fig. 2c). Potentially, many boundaries match this criterion. Among
these, we deﬁne the optimum choice as having the maximum average
disorientation angle (i.e. the sum of the disorientation angles of all frontiers contained in the boundary divided by the number of frontiers).
However, it is impractical to iterate over all boundaries in order to
ﬁnd this optimum as this would run in a time proportional to an exponential of the number of pixels in the map. To solve the problem, we
have implemented a modiﬁed Dijkstra algorithm [15].
The Dijkstra algorithm originally ﬁnds a path of minimum total
weight in a weighted graph but it is here adapted to ﬁnd our optimum
boundary. A weighted graph is a representation of data in which
nodes (or vertices) are connected with edges (or links). Each edge E
has a weight, w(E) ∈ ℝ. For more information on the graph theory
and on the Dijkstra algorithm, one may read [16]. The Dijkstra algorithm
ﬁnds a path (continuous set of edges) that goes from a node, N0, to all
other nodes Ni and that has the minimum total weight (sum of weights
of the edges in the path).
An EBSD map of X × Y pixels may be described by a graph of X × (Y +
1) + 1 nodes and 2(X × Y) + X + 1 edges. The data structure used is illustrated in Fig. 3 on a 4 × 2 pixels EBSD map. The pixels of the EBSD maps
are named Pi. The frontiers are converted in edges. A distinction is made
between horizontal and vertical edges marked VE and HE respectively.
The numbering was chosen to avoid data conversion: each pixel Pi is always surrounded by the nodes Ni, Ni + 1, Ni + X and Ni + 1 + X and by

Fig. 2. a) Disorientation map, b) corresponding closed boundaries and open frontiers, c) the aim of ALGrId is to create new closed boundaries from open frontiers. (For interpretation of the
references to color in this ﬁgure legend, the reader is referred to the web version of this article.)

Fig. 3. Conversion of EBSD data into a graph. Original EBSD map of 4 × 2 pixels (a) is converted into a graph (b).

edges HEi, HEi + X, VEi, VEi + 1. The drawback of this numbering is that
some nodes and edge at the border of the map appear two times (see
N4, N8 and VE4). This does not interfere with the usage of the graph
since the border of the map is considered as a potential end in the path
search but allows signiﬁcant time savings in data conversion. It would
be also possible to use a sequential numbering of the node and edges
but then no simple relation would exist between pixel, node and edge

numbering. Then to this purpose one would need to “build a speciﬁc
graph”.
To summarize, after conversion, each frontier becomes an edge of
the graph and the search of a continuous set of frontiers becomes the
search of a path in the graph.
The choice of the edge's weight is important. Any positive and decreasing function of the disorientation angle, ω, gives satisfactory results
but the following function was found to give the best results by trial and
error:
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This function gives a very high weight to edges corresponding to
low angle frontiers and a weight of zero to open frontiers. Consequently, the Dijkstra algorithm prioritizes the boundaries with the
highest disorientation angle because it attempts to minimize the
sum of the path. The weighting function also prevents closing
boundaries with frontiers with a disorientation angle lower than
ω1 (set by the user). A choice of ω1 = 0 is possible (not necessarily
recommended) and would result in the closing of all open frontiers
in the EBSD map. In the Dijkstra algorithm, the origin is a node. In
our problem, the origin has to be an open frontier (i.e. an edge), so
the two nodes connected to that edge are taken simultaneously as
the origin. The original algorithm stores information at each node
and updates it at each calculation step 3 . In our modiﬁed Dijkstra,
at each node we need to store and update two additional pieces of
information: the origin node and the length of the path.
Fig. 4. Starting from the open frontier in yellow, all paths of minimum weight joining a
closed boundary are browsed (in black). That of maximum average disorientation angle
is the selected low angle boundary (in red). (For interpretation of the references to color
in this ﬁgure legend, the reader is referred to the web version of this article.)

3

This information is the predecessor of a node and the total weight.

Fig. 5. Synthetic EBSD map designed with vertical disorientations of increasing angle and a Gaussian noise with standard deviation of 0.2°. The frontiers are colored according to their
disorientation angle. The background is in gray. (For interpretation of the references to color in this ﬁgure legend, the reader is referred to the web version of this article.)

Fig. 6. Pixel to pixel disorientation proﬁle along the blue line (Fig. 5) compared with the disorientation without the noise.

The result of a run (ω0 = 3°, ω1 = 0°) on the central grain of Fig. 1 is
presented in Fig. 4. The open frontier used as the origin is indicated in
yellow. A minimum weight path joining the origin to any node of the
surrounding closed boundary has been found and is displayed in
black. There are as many paths as there are pixels on the perimeter of
the grain. All frontiers are not contained in any one path. Instead, the
paths favor frontiers of maximum disorientation angle because of the
weight function. The picture would be different with w(E) = 1. Then,
the paths would be on the radii of a circle centered on the origin.
For each path, the average weight is calculated. It is the total weight
divided by the length of the path. From both nodes taken as origin, the
path with the lowest average weight is kept as a solution. It correspond
also to the boundary with the highest average disorientation angle. In
Fig. 4 the two paths are plotted in red. They correspond to the detected
low-angle boundary and split the grain into two sub-grains.
Other adaptations are required to take into account the speciﬁcities
of EBSD data:
• The user chooses if the border of the EBSD map is treated like a closed
boundary or not (in other words, if closing is possible at the border of
the map or not).
• The best way to handle non-indexed pixels is to start with a grain
detection using the MTEX routine [17] which has the advantage of
detecting grains without cleaning. Then, all edges adjacent to nonindexed pixels are allocated a weight with ω set at the angular

resolution of the EBSD map. Alternatively, another approach is to consider edges adjacent to non-indexed pixels like closed boundaries. The
only exceptions are edges adjacent to non-indexed pixels that are totally included in a grain which are allocated a weight with ω set at the
angular resolution of the EBSD map. This allows boundary closing
through non-indexed points rather than having to ﬁnd a path around
them.
• If a grain contains several sub-grains, the choice of starting frontier
(processing sequence) may slightly inﬂuence the results. Therefore,
it is preferable to process the open frontiers in decreasing order of

Table 1
Summary of the most interesting results obtained on the synthetic EBSD map of Fig. 5.

ALGrId
Classical Grain
identiﬁcation
Classical Grain
identiﬁcation
GBC
GBC

ω0
(°)

ω1
(°)

Lowest disorientation
angle boundary
identiﬁed
(°)

Artifacts

0.9
0.8

0.2
–

0.4°
1.3°

None
None

0.7

–

1.1°

8 isolated pixels

1.4
1

≥0.2
0.7°

0.9°
0.7

None
12 isolated pixels

Fig. 7. Some results using ALGrId with different parameters to detect grains in the map of Fig. 5 (Grains in random colors). (For interpretation of the references to color in this ﬁgure legend,
the reader is referred to the web version of this article.)

Fig. 8. Deformed Ti 17 titanium alloy EBSD map, a) KPQ map, b) disorientation map, c) classical grain identiﬁcation with ω0 = 2.

disorientation angle. Once a low-angle boundary is detected, it is considered equal to other closed boundaries in the next iteration.
4. Validation of the method
ALGrId was tested on a synthetic EBSD map (400 × 100 pixels) containing 19 regularly-spaced vertical boundaries with a disorientation
angle varying from 0.1° to 1.9° with a step of 0.1°. A Gaussian orientation
noise was added. Each pixel was rotated around a random axis by a

random angle. The random angles were chosen to follow a centered
Gaussian distribution with a standard deviation of 0.2°. The resulting
map is shown in Fig. 5.
The pixel to pixel disorientation proﬁle along the blue line in Fig. 5 is
shown in Fig. 6. In between the authentic boundaries, an average noise
of 0.2° with some peaks at 0.7° was measured. In the whole map, the
maximum orientation noise reached 1°. In Fig. 6, the ﬁrst boundary
that is clearly distinguishable from the noise has a disorientation angle
of 0.9° (situated at 180 pixels).

Fig. 9. Detection of sub-grains in the central grain of Fig. 8. Each sub-grain is colored randomly a) the result of ALGrId, b) the result of GBC.

ALGrId was applied to the synthetic map with ω0 and ω1 ranging
from 2° down to 0° with a step of 0.1°. The most relevant results are
reported in Table 1 and others are sampled in Fig. 7.
Let us focus ﬁrst on results where ω0 = ω1 which are equivalent to
the classical grain identiﬁcation (Fig. 7). Boundaries with lower disorientation angles are detected with decreasing values of ω0. Artifacts are
generated when ω0 ≤ 0.7 (8 isolated pixels are misidentiﬁed in the
case with ω0 = ω1 = 0.7°). In this case, the lowest disorientation
angle boundary detected is 1.1°. Considerable improvement is seen
using ALGrId. The best run is obtained with ω0 = 0.9° and ω1 = 0.2°
and successfully detects the 0.4° disorientation angle boundary with
no artifacts. Any other set of parameters doesn't improve the resolution
but creates artifacts (see Fig. 7). The results of the GBC (presented in
Table 1 but not in Fig. 7) are in between ALGrId and the classical grain
detection.
ALGrId gives the best results with ω0 being slightly above the peak
disorientation angle of the orientation noise and ω1 set at the average
noise level. If no easy evaluation of the noise level is possible a compromise can be found by taking ω0 sufﬁciently high to ensure that the all
open frontiers really belong to a boundary. Then any choice of ω1 in
the noise level should provide reliable results but not the best achievable resolution (see for example the ﬁrst column in Fig. 7).

5. Application to sub-grain detection in β-deformed Ti-17
Titanium alloy
A Ti-17 titanium alloy was β-deformed by tension (ε = 32%) at a
temperature of 920 °C and then helium quenched. An FEI QUANTA
600 FEG microscope equipped with an Oxford Instruments EBSD system
(Nordlys F camera) was used to acquire the map shown in Fig. 8 (the
step size was 2 μm). A typical β-deformed substructure was obtained
[18,19]. Serrated β-grain boundaries with well developed sub-grains
are clearly seen on the KPQ map (Fig. 8a). The corresponding subgrain boundaries (Fig. 8b) mostly have disorientation angles lower
than 3° (only few boundary segments are delimited by 5° disorientations). The classical grain reconstruction with ω0 = 2° fails to detect
the sub-grains and creates artifacts (Fig. 8c)

Both the GBC and ALGrId methods were applied to the central grain
(with parameters ω0 = 3° and ω1 = 0.3°). The resulting grain detections are given in Fig. 9.
Both methods show some improvement with respect to classical
grain identiﬁcation. ALGrId detected successfully the sub-grains that
are visible on the KPQ image (Compare Figs. 8a and 9a). On the contrary,
the GBC detected only some sub-grains accurately (Fig. 9b). However, it
missed some obvious boundaries and simultaneously created some
artifacts. In all cases, ALGrId gave better results than GBC. Any comparison of both methods should also include a comparison of simplicity and
rapidity. In this respect, the GBC runs faster. Our implementation of the
Dijkstra algorithm is optimized for fast running speed (use of a binary
heap [16]). This allows ALGrId to run in a reasonable time.4
6. Conclusions
The classical method to identify grains fails when applied to boundaries having disorientation angles of the same order as the relative angular resolution of EBSD. In this case, artifacts are generated.
A new method to detect sub-grains and/or low angle boundaries beyond the angular resolution of EBSD is proposed. It is called ALGrId
(Anti-Leak Grain Identiﬁcation) and ﬁnds in an EBSD map boundaries
of high average disorientation angle. This new method improves the detection of grains compared to the classical algorithm and to Grain
Boundary Completion.
Applied to deformed titanium, it successfully identiﬁed sub-grains
without creating artifacts.
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4
Approximately proportional to N log(N), that is a grain detection takes usually 2–
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