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FIRST OCCURRENCE OF A STACKING SEQUENCE INCLUDING 
(---60 ~ 180 ~ ROTATIONS IN Mg-RICH ANNITE 

TOSHIHIRO KOGURE AND MASSIMO NESPOLO t 

Mineralogical Institute, Graduate School of Science, The University of Tokyo, 7-3-1 Hongo, Bunkyo-Ku, 
Tokyo 113-0033, Japan 

Abstract--Transmission electron microscopy (TEM) observation shows narrow regions in a Ti-containing 
Mg-rich annite of composition (K0.90Nao.02)(Mg0.72Fe2+x.78Mn0.03Ti0.27A10.05)(Si2.77A11.za)O10(OH,F)2 from a 
granitic rock, where the ---60 ~ and 180 ~ stacking angles occur extensively. These regions are a few 
hundreds of nanometers thick along the [001]* direction and are within 1M or 2M 1 annite. The stacking 
sequence in one of these regions was determined by two atomic-resolution images recorded along [i 10] 
and [010] of the same crystal. Stacking sequences with -+120 ~ or 180 ~ rotations are dominant, although 
those with -+60 ~ rotations occur also. Locally 20 and more complex sequences exist. Compositional 
analysis by TEM indicated no difference in the chemical compositions between these regions and the 
adjacent ones with regular 1M or 2M~ stacking sequence. The origin of these unusual stacking sequences 
in annite is discussed. 
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INTRODUCTION 

Since the pioneer study of Mauguin (1928), poly- 
typism of micas was extensively investigated, both ex- 
perimentally and theoretically (see references in Bai- 
ley, 1980, Nespolo et al., 1997, 1998). Polytypism in 
micas occurs owing to six directions of stagger, with 
a length of a/3 in (001) projection, between two tet- 
rahedral sheets in a 2:1 layer. Stacking of these 2:1 
layers occurs with respect to the stagger direction 
(Smith and Yoder, 1956). Polytypes where the position 
of one layer relative to the other layers is the same or 
equivalent for all layers are called homogenous poly- 
types (Zvyagin, 1988). Homogeneous polytypes are 
also known as "simple" (Smith and Yoder, 1956) or 
"standard" (Bailey, 1980) and are subdivided into 
three families of MDO (maximum degree of order) 
polytypes (Backhaus and Durovi6, 1984). Remaining 
polytypes are called inhomogeneous poly types  (Zvya- 
gin, 1988). Inhomogeneous polytypes are also known 
as "complex" (Smith and Yoder, 1956). Inhomoge- 
neous polytypes are rare and their occurrence seems 
to relate to several factors, among which crystal chem- 
istry and crystal-growth conditions are important (Bar- 
onnet, 1980). 

Classification of mica polytypes may be based on: 
subfamily A [polytypes where (0 ~ - 120 ~ rotations oc- 
cur], subfamily B [polytypes where the rotation is 
(---60 ~ 180~ and mixed-rotation (polytypes where 
both types of rotations occur) (Backhaus and 13urovi~, 
1984; Nespolo, 1999). These three subfamilies can be 
distinguished from reflections with h ~ 0 (mod 3) and 
k = 0 (mod 3) (orthohexagonal indexing). These are 

~Present address: National Institute for Research in Inorganic 
Materials. 1-1 Namiki, Tsukuba-shi, Ibaraki 305-0044 Japan. 

fami ly  reflections (i.e., reflections common to all poly- 
types based on the same structural principle; ISurovi~ 
and Weiss, 1986) for both subfamilies A and B, but 
these reflections are "non-family" reflections (char- 
acteristic of each polytype) for mixed-rotation poly- 
types. Along these reciprocal lattice rows, subfamily 
A, subfamily B, and mixed-rotation polytypes show 
one, two, and N reflections respectively in the 1 rim- 
repeat, where N is the number of layers of the polytype 
(Nespolo, 1999). Disorder in stacking sequence ap- 
pears as streaks along reciprocal lattice rows parallel 
to [001]*. For disorder involving (2n + 1)60 ~ rota- 
tions, the streaks are visible along reciprocal lattice 
rows with h # 0 (mod 3) and k = 0 (mod 3) (I)urovi6 
et al., 1984; Weiss and Wiewi6ra, 1986; Bailey, 1988). 

Previous work showed that subfamily-A polytypes 
are more abundant than others, both in natural and 
synthetic samples. Within subfamily A, the three ho- 
mogeneous polytypes, identified by Ramsdell (1947) 
notation as 1M, 2Mj, and 3T, and several inhomoge- 
neous polytypes with more complex stacking sequenc- 
es have been found (Ross et al., 1966; Nespolo and 
Takeda, 1999). The latter include 1Mr-n(120) disor- 
dered structures (Ross et al., 1966). Only homoge- 
neous polytypes have been reported in subfamily B. 
2342 is relatively common in lithium micas and has 
been found also in some dioctahedral micas containing 
high-Al (Drits et al., 1966; Zhukhlistov et al., 1973) 
or Cs (Ni and Hughes, 1996). 2 0  was found in the 
brittle mica anandite (Giuseppetti and Tadini, 1972; 
Filut et al., 1985), but 6H is still unknown. The 180 ~ 
rotation is the least common in micas, where it is 
known only in anandite-20 (Giuseppetti and Tadini, 
1972; Filut et al., 1985) and in fluoropolylithionite- 
4A5 (Takeda, 1967). The occurrence of (2n + 1)60 ~ 
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rotations in disordered structures of mica-related phyl- 
losilicates was investigated in detail by Drits et  aL 
(1984) and Drits and McCarty (1996). 

Two reasons may explain why subfamily B and 
mixed-rotation polytypes occur more rarely than sub- 
family-A polytypes. 1) A (-+60 ~ 180 ~ rotation of  suc- 
cessive layers produces an unfavorable arrangement of 
oxygen atoms at the interlayer (Radoslovich, 1959). 
Because of the rotation of the tetrahedra around [001]* 
to form a ditrigonal topology (Belov, 1949; Tak6uchi 
and Sadanaga, 1959), basal-oxygen atoms coordinate 
to the interlayer cation in a trigonal prismatic config- 
uration. This arrangement does not occur in subfamily- 
A polytypes, where the coordination polyhedron of the 
interlayer cation is a trigonal antiprism. The occur- 
rence of the 2M2 polytype in lithium micas is attribut- 
ed to the small ditrigonal rotation (Takeda and Burn- 
ham, 1969). In addition, fluorine substitutes for OH in 
association with Li sites (Rieder et  al., 1970). Coupled 
substitutions A1-AI-I~-OH ~ A1-Li-Li-F (where []  
represents a vacancy) cause deformation in the octa- 
hedral sheet to make the 2M 2 polytype more favored 
over 2M 1 (Takeda et  al., 1971). 2) Twinning normal 
to (001) (Belov, 1949), spiral growth (Baronnet, 
1980), lateral impingement (Baronnet, 1973), or lateral 
coalescence (Sunagawa e t  al., 1975) are processes 
which allow two crystals or two portions of a crystal 
on a plane normal to (001) to come into contact. A 
coherent interface can form when the two crystals are 
rotated with respect to each other by (0 ~ -+ 120 ~ and 
this prodtmes continuity of the octahedral sheet. In 
contrast, two crystals that are related by a (180 ~ -+60 ~ 
rotation normal to (001) would require a distorted co- 
ordination at the interface between the two crystals at 
the octahedral-sheet junction (Belov, 1949; Baronnet 
and Amouric, 1986). 

X-ray diffraction (XRD) is the common technique 
to investigate mica polytypes and related phyllosili- 
cates. XRD applications for the study of stacking 
faults in disordered structures are given in Drits and 
Tchoubar (1990) and Reynolds (1993). Oblique-tex- 
ture electron diffraction is also extensively and suc- 
cessfully employed (Zvyagin, 1967; Zvyagin e t  al., 
1979). I i j ima and Buseck (1978) showed that stacking 
sequences in mica polytypes can be determined by ob- 
serving the stagger direction in each 2:1 layer by using 
high-resolut ion transmission electron microscopy 
(HRTEM). However, as noted by Ii j ima and Buseck 
(1978), the application of this technique to investigate 
mica polytypes (e.g., Tomura e t  al., 1978; Amouric 
and Baronnet, 1983; Baronnet and Kang, 1989) was 
normally not sufficient to determine stacking sequenc- 
es where (-+60 ~ , 180 ~ ) rotations occur, because obser- 
vation was generally done only along [100], [110], or 
[ i  10]. The image from these directions can distinguish 
the stagger direction of each layer with an angle of 
(0 ~ 180~ (60 ~ 120~ or ( - 6 0  ~ -120~ but not be- 

tween the directions within each pair. A second 
HRTEM image is needed with the specimen rotated 
by 60 ~ (along corresponding directions of [100], [110], 
or [i10]) or 30 ~ (along [310], [010], or [3i0]). The 
rotation of  the specimen by 60 ~ in a TEM with a high- 
resolution pole-piece is difficult. On the other hand, 
analyses of  stacking sequences based on images ob- 
served along [310], [010], or [310] have not been per- 
formed because they require higher resolution images 
than those observed down [100], [110], or [ i l0 ] .  
However, the determination of the stacking sequences 
in mica and chlorite was successful recently by using 
images from these directions (Banfield and Murakami, 
1998; Kogure and Banfield, 1998; Kogure and Nes- 
polo, 1999). 

During TEM observation for a study involving al- 
teration of biotite with a Mg-rich annite composition, 
we found images showing mixed-rotation stacking se- 
quence never reported previously for biotite. The pres- 
ence of both even and odd rotations is unambiguously 
confirmed by using the reflections with h ~ 0 (mod 3) 
and k = 0 (rood 3) in electron-diffraction patterns. 

MATERIAL AND METHODS 

The specimen investigated consists of  biotite crys- 
tals from granite (tonalite) from Gogoshima, Ehime 
prefecture, Japan (Ochi, 1982). The crystals ranges in 
size from 0.5 to 2 mm. The average chemical com- 
position of  several biotite crystals, determined by elec- 
tron microprobe analyses, is (Ko.90Nao.02)(Mg0.72Fe2+l.78 - 
Mn0.03Tio.27A10.05)(Si2.77All.23)Ox0(OH,F)2 , assuming all 
iron is ferrous. According to the IMA Committee on 
Mica Nomenclature (Rieder et  al., 1998) the present 
specimen belongs to the biotite series and should be 
called "Ti-containing Mg-rich annite". The prepara- 
tion method of the specimen for TEM observations 
was described by Ferrow and Roots (1989) and Ko- 
gure and Murakami (1996). 

TEM analysis was performed at 200 kV using a 
JEOL JEM-2010 microscope (Cs = 0.5 mm and the 
corresponding point resolution of 0.20 nm) and using 
a double-tilt specimen holder, which can tilt the spec- 
imen by ---20 ~ about two orthogonal axes. Although 
this tilt angle is insufficient, a crystal fortuitously ori- 
ented can be observed down two zone axes 30 ~ apart 
as described above. Atomic-resolution images were 
obtained from thin areas and near Scherzer defocus. 
Chemical compositions were determined locally by an 
energy-dispersive X-ray (EDX) detector mounted on 
the TEM with a take-off angle of 17.5 ~ and a Kevex 
Sigma spectrum analyzer. The recorded images on 
films were digitized using a charge-coupled device 
(CCD) camera. Some digitized images were processed 
using Gatan Digital Micrograph version 2.5 software. 
Noise was removed by masking the reciprocal spaces, 
except for reciprocal-lattice rows along [001]* in the 
Fourier transform of the images. Image simulations 
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Figure 1. A bright-field image showing band-like contrast 
in Mg-rich annite. The beam direction is close to, but slightly 
away from [0101, [3101, or [3i0]. 

were performed using MacTempas software (Kilaas, 
1991). 

RESULTS 

Selected area diffraction (SAD) patterns from sev- 
eral annite grains indicated that they commonly adopt 
1M and 2M 1 sequences. More complex diffraction pat- 
terns were observed, indicating inhomogeneous poly- 
types. Occasionally band-like contrast parallel to (001) 
occurs in both 1M and 2M~ crystals if observed close 
to, but slightly away from the [010], [310], or [3i0] 
direction (Figure 1). Figure 2a is a lattice image of a 
similar region to that in Figure 1. The beam direction 
is slightly away from the [010] direction. Several 
fringes have more contrast than others, but the peri- 
odicity does not vary ( - 1 . 0  nm). Note the lack of 
streaking of 00l reciprocal rows in the SAD patterns 
(Figure 2b and 2c) which show 1.0-nm spacing. The 
distinctive contrast in Figures 1 and 2a did not occur 
if the crystals were observed exactly along the zone 
axes (i.e., [100] or [010]). Iijima and Buseck (1978) 
reported that stacking disorder in micas is clearly ob- 
served if the crystal is slightly away from the zone 
axes. Thus, the contrast in Figures 1 and 2a is probably 
related to stacking irregularity in the crystals. Figure 
2b and 2c shows SAD patterns along [ i l0 ]  and [010], 
respectively, from the area in Figure 2a, using a se- 
lected-area aperturesize corresponding to --100 nm. 
The pattern along [ 110] is similar to a 2M 1 polytype 
(Figure 2b) except for weak streaks along 111 and 22l 
reciprocal-lattice rows. These streaks suggest slight 
disorder; 33l family reflections are not streaked. The 
pattern along the [010] direction in Figure 2c shows 
that the 201 row is strongly streaked. This streaking 

indicates that reflections with h ~ 0 (mod 3) and k = 
0 (mod 3) are non-family reflections. Therefore, the 
sequence corresponds to a mixed-rotation polytype, 
i.e., it contains both (0 ~ ---120 ~ and (---60 ~ 180 ~ ro- 
tations. 

Figure 3 shows processed atomic-resolution images 
from Figure 2a (note the square bracket in Figure 2a) 
recorded along [110] (Figure 3a) and [010] (Figure 
3b). The corresponding layers in the two images were 
identified by counting layers from the chlorite-unit lay- 
er at the bottom of the image in Figure 2a, as indicated 
by the arrow. The corresponding simulated atomic-res- 
olution images are shown in Figure 4. Although minor 
differences in contrast exist between Figure 3 and Fig- 
ure 4, this is probably produced by slight crystal mis- 
orientation and weak astigmatism. Nevertheless, cor- 
respondence between the crystal structure and the con- 
trast of the image in Figure 3 can be made. Black spots 
corresponding to a pair of (Si, A1)O 4 tetrahedra (along 
[i 10]) and a single tetrahedron (along [010]) can be 
identified in Figure 3. The stagger of each tetrahedral 
sheet with an angle of 0 ~ 60 ~ 120 ~ 180 ~ - 1 2 0  ~ and 
- 6 0  ~ relative to the b axis observed along the [[ 10] 
direction indicates lateral shifts of 0, +b/6, +b/6, O, 
-b /6 ,  and -b /6 ,  respectively. On the other hand, these 
staggers indicate lateral shifts of +a/6, +a/3 (= -a /6) ,  
+a/6, -a /6 ,  - a / 3  (= +a/6), and - a / 6  if they are ob- 
served along [010]. By these two shifts within the 
same layer (white arrows in Figure 3), the stagger di- 
rection of the tetrahedral sheets in each 2:1 layer and, 
consequently, the stacking sequence can be completely 
determined. Figure 5 shows the stagger directions of 
nearly all layers from the bottom to the top in Figure 
2a, determined by the analysis of several atomic-res- 
olution images. The bold arrows correspond to the 2: 
1 layers showing the strong contrast in the lattice im- 
age in Figure 2a. On both sides of these layers, stack- 
ing sequences with ---60 ~ or 180 ~ rotations are present. 
Figure 5 also shows that the 2M 1 sequence (•  ~ 
rotations) is dominant, although a few faults occur 
within the sequence corresponding to the 1M stacking 
mode (0 ~ rotations). The present stacking sequence is 
reminiscent of that found by Ohta et al. (1979) in clin- 
tonite (the original name "valuevite" is now consid- 
ered a variety name of clintonite, according to the 
IMA report on mica nomenclature: Rieder et aL, 
1998). In contrast to clintonite, however, the 180 ~ ro- 
tations occur extensively, and the overall sequence is 
a random mixture of 2M1 and 20. Locally, a 2 0  se- 
quence with six unit layers and a 4A 8 sequence, cor- 
responding to RTW (Ross-Takeda-Wones) rotational 
symbols 2233 (Ross et al., 1966; Takeda and Ross 
1995), with three unit layers, are formed. 

The chemical composition was analyzed with a 
beam diameter of - 1 0  nm to examine the composi- 
tional change between the area shown in Figure 2a and 
adjacent areas with the 2M1 structure. The results in- 
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Figure 2. (a) (001) lattice image sho\~ino band like coutra-,t as i~l I:igtnc I The alto\~ indicates the i~lterlaycv t)'ansf~rmcd to a 
br~cite-iike s~eet by chk;ritizatio~. The square ~wackcl ix the c<~))cxp(mding a)c:~ to i)na~c- in P-igurc 3. SAD patter~s i~*cluding 
layers in (a) along [i l()[ and [010] a~e sht)x\ n it/ (hi and (eL)cvpcctixcl 3, N(~tc the ,,[long st)eak along the 201 roy\ i)~ (c). 

dicated no difference within the range of  experimental  
error. 

D I S C U S S I O N  

As far as we know, this is the second report of  a 
1M, n(60 ~ in phyllosil icates and the first for biotite. 
or the phlogopi te-anni te  series. In contrast with the 
ro ta t iona l ly  d i so rde red  i l l i t e - smect i t e  r epor ted  by 
McCar ty  and Reynolds  (1995), the annite crystal con- 
sists o f  an ordered 234 t polytype,  within which a small 
d isordered region occurs. The analysis and the inter- 

pretat ion differ in the two cases.  Clearly, the volume 

showing such a sequence is so small that it cannot be 
detected by convent ional  diffraction techniques other 
than small-area electron diffiaction.  Thus, this report- 
ed occurrence may be unique or such (+60  ~ 180 ~ ) 
rotations may have been over looked by previous 
workers who have not considered TEM images  of  mi- 
cas along [310], [010], or [3]-01, i .e..  the orientat ion 
for detecting (_+60 ~ 180 ~ rotations. 

From the stacking vectors in Figure 5, the dominant  
s tacking sequence  appears to be the 2M) poIytype 
(_+120 ~ altecnate rotations) for this sample.  "['his se- 
quence is probably per turbed by some event,  such as 
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Figure 3 Filtered atomic-resol, ution images of thc annitc layers m Vigv~rc 2:/. recorded along [~ 10~ and /010] in (a) and (b), 
respectively. These 13 layers in the images con'espond to layers No. 58-70 in Figure 5. The white arrows indicate the shift 
of the tctrahedral, sheets in each 2:1 laye> In Figtzre 3a, the arrows connect dark spots which correspond to potassium ions 
at the interlayers, the lateral shift of which is the same as that of the stagger of two tetrahedraI sheets in a 2:1 laye> 

the lateral coalescence of  two or more small crystal- 
lites, which may introduce one or more layers with 
different orientation (Baronnet, 1973; Penn and Ban- 
field, 1998; Kogure  and Nespolo,  1999). New growth 
layers may developed at the coalescence point where 
two crystals come into contact (Sunagawa et al., 1975; 
Tomura et al., 1978). The disordered region probably 
formed from the structural adjustment at the interface 
be tween the two crystals. 

To interpret the stacking sequence in Figure 5, the 
absolute orientation of  layers must be considered, as 
described by Z symbols (Zvyagin et al., 1979; Zhukh- 
listov et al., 1990). These symbols  give the absolute 
orientations and relative displacements of  half-layers 
with respect  to a space-fixed reference (a, b). Within 
the so-called homo-octahedral  approximation (origin 
of  the octahedral sheet at the M1 site; see Nespolo  et 

a/., 1999) the two half-layers within the same layer 
have the same orientation and one Z symbol is suffi- 
cient to describe the orientation of  the whole layer 
(Zhukhlistov eta/ . ,  1990). This orientation is illustrat- 
ed by the six structure-related a~ axes (i = 1-6).  The 
(001) project ion of  stacking vectors is indicated by the 
Z symbol i (i = 1, 2 . . . .  6) when the a~ axis is parallel  
to the a space-fixed axis (Figure 5). The parity of  Z 
symbols (odd or even) is commonly  cal led orientation 
p a r i ~  (Zvyagin,  1997). 

In Figure 5, the stacking sequence begins with a 
2M1 pattern, which consists of  layers of  the same ori- 
entation parity, namely Z = 2 and Z = 4. The  pattern 
o f  the sequence alteration in the first 51 layers is 
straightforward: one layer with abnormal  orientation 
(Z = 5) replaces one layer of  the 2M1 sequence in an 
irregular way. For  layers No. 19, 23, 25, and 31, a 
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Figure 4. Crystal structure models of annite and correspond- 
ing multi-slice simulated images along [[10J and [010]. The 
specimen thickness and defocus value in the simulation are 
5 and 40 nm (underfocus), respectively. 

layer  wi th  or ien ta t ion  Z = 5 occurs  ins tead  of  a layer  
wi th  or ien ta t ion  Z = 2, as expec ted  for  the 2Ml se- 
quence.  Similar ly ,  for  layers  No. 34, 40, and  44, a 
layer  wi th  o r ien ta t ion  Z = 5 occurs  ins tead  of  a layer  
wi th  or ien ta t ion  Z = 4. In the fo rmer  case (Z = 5 
ins tead  of  Z = 2), 60 ~ ro ta t ions  are genera ted  re la t ive  
to adjacent  " n o r m a l "  layers  wi th  Z = 4, and  in the  
lat ter  case (Z = 5 ins tead  of  Z = 4), 180 ~ ro ta t ions  
are generated.  The  layer  wi th  Z = 5 m a y  have  origi-  
na ted  by  the pro t rus ion  o f  a fore ign crystal l i te ,  wh ich  
then  al tered the spiral  g rowth  of  the  2 M  1 crystal .  

F r o m  layer  No. 52, layers  wi th  Z = 1 and  longer  
2 0 - l i k e  sequences  wi th  more  t han  three  layers  occur. 
Note  that  these  sequences  occur  only  af ter  the  occur- 
r ence  of  a 1M-like sequence  ( layers No. 4 8 - 4 9 ,  indi-  

Figure 5. The stacking sequences of annite layers, from the 
bottom to the top in Figure 2a. The bold arrows correspond 
to the 2:1 layers that show strong contrast in Figure 2a. Inset: 
Z symbols and vectors in projection on the (001) plane with 
reference to the space-fixed setting (a, b axes). The structure- 
fixed axes al--a 6 are shown also. Along the stacking vectors, 
sequence numbers are shown in correspondence of layers 
with orientation different from that of the matrix (see text). 

ca ted by  the whi te  a r row near  No.  44). In  a 2M~ se- 
quence ,  layer  No. 49  should  be  Z = 2, bu t  this  layer  
has  o r ien ta t ion  Z = 4, ro ta ted  coun te rc lockwise  b y  
120 ~ re la t ive  to Z = 2. Laye r  No. 52 has  o r ien ta t ion  
Z = 1 (120 ~ coun te rc lockwise  ro ta t ion  f rom Z = 5, 
the or iginal  o r ien ta t ion  o f  the " a b n o r m a l "  layer).  Thus  
a s tructural  ad jus tmen t  at layer  No. 49 has  p robab ly  
inf luenced  the  or ien ta t ion  b o t h  of  the ma t r ix  and  of  
the  abnorma l  layer. T h e  f ive- layer  (No. 5 1 - 5 5 ;  5 7 - 6 1 ;  
9 2 - 9 6 ;  9 9 - 1 0 3 )  and  13-layer (No. 7 5 - 8 7 )  2 0 - l i k e  se- 
quences  canno t  be  in te rpre ted  as the  th ree- layer  se- 
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quences described above. A series of  structural ad- 
justments  appears to be active f rom layer No. 49 to 
the end of  the disorder sequence (the 13-layer 2 t - l i k e  
sequence occurs again after a 1M-like sequence;  No. 
70-71 ,  indicated by the white arrow near No. 70), to 
produce thereafter the 2M~ polytype.  

The modify ing  event  may  have been the lateral co- 
alescence of  crystallites, The chemis t ry  o f  the sample, 
however,  may  have been important  also for the true 
2 t - l i k e  sequences.  The  composi t ion  of  the sample is 
not unusual, but it contains a significant amount  of  Fe  
and Ti, two elements  which are c o m m o n l y  associated 
with inhomogeneous  polytypes.  High Fe content  in oc- 
tahedral sites is preferable to (_+60 ~ 180 ~ rotational 
sequences because it increases the lateral d imension o f  
the octahedral  sheet and decreases ditrigonal rotation, 
thereby al lowing lateral congruence  be tween  the two 
sheets (Takeda and Mori,  1970; Hazen  and Wones,  
1972; McCar ty  and Reynolds,  1995). This is especial ly 
true at high temperature (Takeda and Morosin,  1975; 
Russel l  and Guggertheim, 1999). Therefore,  the inter- 
layer coordinat ion polyhedron does not  differ greatly 
be tween subfamilies A and B. 

The effect  of  Ti on the structure of  the 2:1 layer is 
not known. A high Ti/(Ti + Fe~o,) ratio favors _+ 120 ~ 
stacking angles over  angles of  0 ~ (Baronnet et al., 
1993). The addition of  Ti during the synthesis of  micas 
influences growth kinetics and modifies the growth 
habit (Sun and Baronnet,  1989). The  presence of  the 
high-charge Ti in the octahedral sheet must affect the 
posit ion and species of  neighboring cations, especial ly 
those in the tetrahedral sites. These adjustments are 
local and differ f rom the observed average structure 
obtained by X-ray analyses. The effect  of  Ti on the 
local structure o f  mica  requires further investigation.  
However,  the association of  Ti with inhomogeneous  
polytypes and rare sequences with stacking errors can 
hardly be considered casual. 
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