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ABSTRACT:

Spectral solvers are mesh-free, fast and very ieficsimulation tools which
emerged in the last two decades for solving cootimumechanics problems for
heterogenous materials. Applied exclusively on iglartype composites, this paper
demonstrates that they can model woven laminatedpasites with very valuable
issues as they are able to capture with high dpasalution the details of the stress
and strain fields in the fabric periodic cell. Assment of the modelling tool is given
within in-plane shear mechanical testing: (i) & thesoscale, through the comparison
of local full-field strain maps obtained experimaiyt with Digital Image Correlation;
(i) at the macroscale, through the' estimation otmscopic properties from direct
computation and comparison to their measured valseshown in the last part of the
paper, this tool provides in-depth knowledge of tbeain-stress tensor in the
microstructure as it offers an opportunity for gseclocal 3-D investigation. It should
be a matter of high concern in the future as @ved the rapid design of new composite

structures.

Keywords: Woven composite materials, Spectral solver, Digilatage

Correlation, Textured strain distributions, CraFT



Introduction

Industry's widespread use of composite materialsiaines of paramount
importance especially in the field of transport &sident reasons linked to structure
alleviation, fuel economy and environmental conseiowadays composite materials
are not just used for the fabrication of accessof@pearance parts) for vehicles but
enter into the design and production of structyratts (car industry) and high
performance parts (aeronautics). This shift briadditional constraints which requires
continued research efforts in order to produceebgitedictive calculations. These
efforts are also enforced by the multiple posdgibsi of selecting the basic materials for

the building blocks of a composite material:

- Different reinforcement materials - either techhmabio-sourced,

- Different armor architectures (e.g. types of fakritaminated or 3D textile
structural composites...),

- Wide range of possible materials for the matrixeesally in the present context
of replacing thermoset materials by thermoplastcsecycling purposes,

- Different techniques to modify the reinforcement tengl-matrix adhesion

which is a key point for the global mechanical perfance.

To theoretically analyse the influence of the intgrstructure of the material on

the overall mechanical properties, it is essenttaltake into consideration both



averaged and full local fields. For instance, daenand fracturing are heavily
dependent on the local details of stress or sfr@ids. For such analysis, it is essential
to possess reliable and efficient tools which dse able to produce calculations in a
systematic way, moving easily from one type of @aedture to another while correctly
taking the structure at different scales into aotoModelling issues in this field are
therefore increasingly important. In this paperwsed a spectral method to model the
mechanical behaviour of a 2D textile compositehatrhesoscopiscale. We show that
this type of approach, which had never been usediqusly for such an application,

allows the above mentioned requirements to be met.

Widely used 2D textile composites are periodicatiuctured at the mesoscopic
(fabric) scale. Accordingly, analytical homogeniaat approaches over the periodic
fabric RVE (Representative Volume Element) werdially favoured and further
developed to predict macroscopic equivalent mdtguraperties [1-3]. The joint
development of powerful computers and softwares enadpossible to develop
numerical simulations allowing the computation téss and strain distributions over
the fabric RVE. The overwhelming majority of thesadies were performed through
discretization methods of the Finite Element (Fiet [4-12]. Without doubt, FE
modelling of the local stress fields in the perod®VE of textile composites has
allowed significant advances in our understandihth® mechanical behaviour of these

materials at the mesoscopic scale: localizatiordahage [13-14], influence of the



nesting effect on the mechanical properties indhse of a multi-layered composite
[15], etc. FE modelling remains however a challeggtask given that a correct

meshing for the textile RVE is difficult to achiefdée problem is related to the contact
surface regions between the yarns, where to abeid¢neration of spurious voids and
interpenetrations between the yarn surface megiedocation of the nodes associated
to the meshes have to coincide. For a particulaldar illustration, the reader is

referred to figure 1 of the article written by Grei al. [16]. A lot of strategies can be
considered to circumvent properly this drawbackF& approaches [8, 15, 17, 18]
which unfortunately bring additional troubles [1869]. Related to this mesh step,
obtaining highly resolved calculations through Fi&séd techniques requires very thin

meshing in multiple areas, which results in veghhtomputational costs.

It seems then desirable to assess the potentiaksh-free methods for studying
the mesoscopic-scale mechanical properties ofléeztimposites. To our knowledge,
such an analysis has only been carried out by the &d Aliabady group [20, 21]. In
these studies, a radial basis function coupled mitlving interpolations were used for
the shape function constructions, and the formadabf the discretized system was
obtained through the well-known Galerkin schemeweleer, the interpolation was
performed using a relatively small number of noddsch makes it impossible to

obtain highly-resolved stress or strain fields.



The so called “spectral solvers” are alternativesihess methods that permit
computation of the local mechanical response adrbgeneous materials. These codes
rely on the use of 3D Fourier Transforms and ar#-svated to the case of materials
with periodic microstructure. They give resultsiwitery good spatial resolution, since
the fields of interest (stress or strain) are dated at every pixel of the microstructure
image. The use of spectral methods is growing nilykend is gaining increasing
interest especially with the recent applicatiopledise field approaches to metallurgical

transformations [22].

In this study, we show for the first time that @sjpal solver can successfully be
used to model the mesoscopic scale mechanical loefaof a textile composite. The
outcomes of the simulation in terms of strain feldre validated at both the
macroscopic and mesoscopic scales by measurentaniseal with 3D Digital Image
Correlation (DIC). The pixel size with which the BVs digitalized for the simulation
corresponds roughly to the fibre diameter sizesTheans that the stress and strain
fields are provided with the best possible spatolution in the framework of a

simulation performed at the mesoscopic scale.

The paper is structured as follows. In sectionnltelation with the considered
application, the characteristics of the spectréese will be briefly summarized. In
Section 2 we present the idealized representatidheoplain-weave composite under

study in terms of geometry and mechanical matgniaperties. Section 3 is mainly



devoted to the experimental validation of the rssubtained by simulation: the
composite effective mechanical properties and ttrairs fields obtained at the
mesoscopic scale are compared to their experimeataiterparts. We also show that
the use of a spectral solver allows the detailthefstrain field in very specific regions
of the composite microstructure to be obtainedarticular in the core of the material
where it is difficult to envisage direct measuretseto be performed. Finally, we

summarize our findings in the conclusion section.

1 Main characteristics of spectral solvers

The details of the mathematical framework on whibé spectral solvers are
based is well-documented in the context of soli¢imaics and can be found in one of
our previous studies [23]. In the following destiop, we will merely recapitulate the
main characteristics of these approaches, beaningnd the specific objectives of the
present study. Namely, we will describe modellirighee mechanical behaviour of a
textile composite at the mesoscopic scale. Theotisespectral method for solving the
partial differential equation system that resultari the strain compatibility conditions
and from the equilibrium equations was introduced Nboulinec and Suquet two
decades ago [24]. The efficiency of this approaghbased on the Fourier series
development of strain and stress fields when censid periodic RVE with strong
heterogeneities in their material properties. Tisatokthe repetitive use of Fast Fourier

Transforms (FFT), the iterative solution algoritluperates alternatively in the Fourier



and in the real spaces (see the algorithm in Mealiand Suquet [24]). In particular,
the local equilibrium that involves partial derivats in real space is expressed in a
very efficient manner in terms of computational tsois the Fourier space using the
Green operator. In this way, except for calculatihg FFT, a given iteration of the

algorithm only involves very fast elementary opierad limited to each individual pixel

of the real or Fourier spacéor a given iteration, the limiting step is the TFF

computation, which is nowadays obtained with higblytimized algorithms. The
crucial point is that the spectral solvers direatlse the microstructure numerical
images. No meshing or coarser additional imagerelization is needed. The stress
and strain fields are obtained on a grid that syngarresponds to each pixel of the
initial image, which corresponds to the highest sgmle resolution for a given
digitalized image. In the case of comparisons peréa with the same spatial
resolution for the stress and strain fields, thectjal solvers are proved to be much
faster than the FE codes in the linear elastic dorf#b], as well as in plastic or
viscoplastic ranges [26]. The method was first @gpto the framework of elasticity
and later extended to the case of materials wibitrary phase contrast, elasto-plastic
natures, and linear hardening behaviour [27].iiaims nevertheless restricted to small

transformations (kinematic framework of infinitegihstrains).

There are currently two spectral solvers in freeeas dedicated to the modelling

of the mechanical behaviour of solid materials: DASK (Dusseldorf Advanced



MAterial Simulation Kit) developed by Roters et §8] and CraFT (Composite
response and Fourier Transforms) developed by Mealand Suquet [24, 29]. Both
were used in a benchmark test case [23] to seaureesults, those being presented in

this paper having been obtained by the latter one.

2 Modelling information

The composite material under study is modellech@tmesoscopic scale, i.e. the
scale corresponding to the structure of the fabbni@all following figures, the (XY) or
(12) planes correspond to the plane of the plaiaweelamina (Fig. 1). Thus the
through-thickness (or stacking) directions Z or& e same in both frameworks. The
(12) directions refer to the Cartesian frameworkndel by the averaged warp (1) and
weft (2) tow directions. The (XY) directions refer the testing machines system of

axis (X=tensile direction).

2.1 Microstructure generation

The plain weave microstructure was ideally repr@duasing Solidworks® with
the general characteristics of the real material.(E) as provided by the weaving
company or as measured. The 2D plane view of tHenmairic periodic RVE is a

square of siza = 794mn and consists of four intertwined identical towsrsunded by

the matrix. Optical microscopy was used to charasd¢ows that have a cross-section

with an elliptic shape of326mm 022mm. It also leads to an estimation of the fibre



diameter in the rangespym 20um and a fibre volume fraction in the tow of*"=07.
The overall fibre volume fraction ¥ = 047 measured by the resin burning-off method.

It is then easy to check that the volume fractiériowvs in the composite i9.67 . It
should be noted that the plain weave balanceddatveates a periodic distribution of
full resin pockets (denoted R in Fig. 1) of appmately square shape that fill the whole
ply thickness. The larger fibre-rich region, witls@ approximately square shape and
where warp and weft tows are superimposed is ddrota Fig 1.

The 3D modelling of the RVE in a ply based on Sebdks® is shown in Fig. 1.
It clearly shows the distribution of materials viitisections at different depths of the
fabric lamina following the tow undulations. Thea® are shown here with the same
‘color’ but in the material description under Craflo sets of properties are given with
same mechanical properties but in different ordeesas to take into account their
different orientations. The real laminate compositeimulated as a lay-up of 9 plies of
thickness 044mm corresponding to a total composite thickness 4aim. Two
additional layers (one-pixel size) on the bottond aiqp surfaces were considered as
having null mechanical properties. These “air” layeere added to impose the stress
free boundary conditions on these two surfaceshefperiodic RVE. Each ply was
divided into 9 pixels along direction 3 which give33 pixels for the whole
discretization along this direction. In the (12am, a RVE was made up 943" 4432

pixels which conserves the pattern's real asp#otaad gives an in-plane resolution of
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about: 794/443=18unV px. It can be noted that it roughly corresponds te fibre
diameter size, which means that the resolutiohesbiest possible in the framework of
a study carried out at the mesoscopic scale.

Once this geometrical description of the RVE hasnbmade, the second step of
spectral modelling just requires assigning meclasmooperties to each “phase” of the

material.

2.2 The mechanical properties at the meso-scale.

Most of the experimental features and results @rtraterial (including fatigue
analysis and mechanical spectroscopy) have beelaiesg and reported elsewhere
[30] and are only used here as inputs or validatouiputs for the numerical
computation. Only the elastic behaviour is congdeor each phase and Table 1 lists
the values of all relevant moduli. The acrylic resvas a newly referenced
thermoplastic (Elium® - Arkema) considered to bembgeneous and isotropic and
whose properties were characterized experimen(Bliynamic Mechanical Analysis-
DMA at'1 HZ was used in the three points bendingdentor the elastic modulus
determination) or from a well-established data b@3sisson coefficient for acrylic
material). E-Glass fibres with well-known mechahigeoperties were used to perform
the tows. Each tow was modelled as a unidirectiaashposite whose mechanical

behaviour can therefore be described with 5 indégetnelastic constantg,,, E,, 7, ,

G, andG,; (1 is the average fibre direction in the tow). Manicromechanical models
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are available to calculate these homogenized elestistants, for instance the Chamis
model [31], the Hopkins and Chamis model (HC) [a2f the Composite Cylinder
Assemblage model (CCA) [33]. CraFT code has alsnhesed at this stage to obtain
the elastic constants of the tows (see Supplemeitdormation File for additional
information on the procedure) and compare the teswith those of the above-
mentioned micromechanical model. The RVE is také&hiwa tow cross section at the
micrometric scale. An average stress state is egdi the RVE as an input for CraFT
simulation. The averaging of the corresponding outfull field strains allows
calculating the five independent elastic constaftsie tow. Moreover, the determined
elastic constants are the mean value resulting frepeated simulations over 10
different random fibre configurations of the tow RVThe final results are given in the
last line of table 1 with the resulting standardridgons indicated in brackets. The
standard deviations .obtained are smaller than 5%chvshows that the RVE we
considered with 64 fibres is large enough to dbscthe statistics of the fibre and
matrix arrangement.

For all the micro-mechanic models and for CraFTusation, E;; -and to a lesser

extent/1;, - are nearly the same and are very close to thekwelvn mixture rule (see
table 1). However foE,, and G,, the discrepancies between the different modeloar

the order of 25%. It should be noted that, amoegniicromechanics models, only the

CCA model provides an analytical expression for ¢hevalue (see table 1). For the
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simulations shown in this paper we used the Chanaudel forE,,, E,,, n, andG,,
and the CCA model foG,,. However, we checked that the main conclusionsinédl
during our study remain qualitatively and quantisly true even _if other
micromechanical models were used to evaluate th&tielconstants in the tows. The
variations of elastic constants expressed in the&(B) coordinate system due to the
fibre undulation effect were not taken into accouht check the validity of this
approximation, we modelled the tow undulation usanginusoidal function and found

the variations of the local value (along the toW)Ey to be less than 5%.
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Table 1: Mechanical properties of the differentg#sof the studied composite

(1 = average tow direction).

E (GPa) n
Elium® resn 3.6 0.37
E-Glass fibre 73 0.22
Model Ell E22 n GlZ GZ3
(GPa) (GPa)| ** | (GPa) | (GPa)
Tow ; Not
Ve 07 Chamis 52.2 17.6| 0.265 6.57 provided
[ Not
HC 52.2 15.3 | 0.265| 5.71 provided
CCA 52.2 19,1 | 0.259| 6.01 7.17
(Cli/ll’gai-r and Standard deviatiof: 02.2 19.7710.254 | 7.45 7.19
3
over the 10 fibre configurations) S(S 107%) | (3%) | (0.8%) | (4%) (2.5%)
2.3 In-plane shear loading.

On woven composites showing weak undulation, #védl-known that tensile
tests performed with either the warp or weft diets aligned along the tensile axis
can be correctly modelled considering an equivalenbss-ply laminate of
UniDirectional (UD) composites [34]. This meansttina that case, the mesoscopic
scale organization has no strong incidence on ¢nergl behaviour. In order to obtain
results at a macroscopic scale that depends syromglhe material organization at the
mesoscopic scale, the tensile tests consideredisnahalysis were made for a force
applied at+45° from the warp (1) and weft (2) fabric direction®-plane shear

loading, ASTM D3518 or NF ISO 14129).

14



In-plane shear loading conditions introduce vergshaconditions being applied
to the fibre/matrix interface and one interestimggpective of this work rests upon the
analysis of the mesoscopic stress fields calculateter these loading conditions. In
the (XY) plane, a tensile load was applied in theidection, at+45° from the warp
(1) and weft (2) fabric directions. The followindape stress tensor was therefore
applied:

s, 0 _ s, /2 -s./2

= 1)
0 O(x,v) -5./2 s./2 (2)

wheres, was considered to be the average loading strgsssied on the whole
RVE in CraFT software. The average stress apphed the whole thickness along the
X-direction, is50 MPa . Due to the presence of the two one pixel airrialye average
stress actually applied to the composite matesidhérefores, = 83/81 50=512 MPa.
We will prove in section 3.2.2 that the stressdfiebmputed at the mesoscale are
perfectly in line with this uniform constant stregthe macroscale.

Typically, the loading stress is imposed with a paof 20 steps. Each step
requires less than 300s to perform stress anchsteanputations over a 3D grid of 16.8

Millions  of Voxels (standard PC, Intel® Xeon CPU ¥2) @ 2.67GHz with 4

threads).
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3 Results and discussion

In this section, all quantities with upperscripts &hd m will denote values
corresponding respectively to tidacroscale and theneso-scale. This section is
organized into two parts. First we validate CraFddeiling, mainly by comparing the
simulation results to surface measurements obtdigedD DIC on the main and lateral
specimen faces. In the second part, we used oW TCsanulations to analyse certain
characteristics of the stress and strain fieldthéencore of the laminated composite. A
modelling approach is inevitable in that case, beeadn the composite core region, far
from the specimen-free surfaces, no simple waytexie perform strain field
measurements. In particular, we studied the vanatof the transverse normal strain in
the resin region that extends throughout the tleskrof the composite (region R in Fig.
1). Taking into account the small size of thesenr@®ckets, such a study is only
possible using highly resolved strain fields suslitese obtained with a spectral solver

like CraFT.

3.1 Experimental validation of the numerical model

Experimental data of whole-field strain measuremmevere obtained using the 3D
DIC Aramis® device provided by the GOM-Instruments@mpany. These
measurements were performed on the so-called nmadnlateral specimen faces. A

random pattern was applied to the specimen withiabrush. We used 30x30 pixels
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facets (or subsets) and a 7 pixels step-size (atisthetween the centres of two adjacent
facets). On the surface studied, one pixel reptesé6 pm in size. The spatial
measurement resolution is thus DIC_SR=44pix&¥ um [30, 35]. The two cameras
are placed so that both the main and lateral specif@mces are visible in the recorded

images. On the main facexy plane, Fig. 2b), the measurement of the mesoscopic

strains €}, and €, are obtained. Simultaneously, on the lateral faee plane, Fig.

3b), the mesoscopic straiag, and &, are measured.

From this mesoscopic scale experimental informatithe validation of our
spectral computations will be firstly assessed uglorecalculated properties at the

macroscale, and secondly by a close comparisarcaf strain fields.

3.1.1 Macroscopic scale: Composite effective elasti ¢ moduli

The strain fieldse}, at the mesoscopic scale obtained by CraFT simulatie
shown in Fig. 2a#,(X,Y)on the top of the RVE (specimen main face), anBlign 3a:
el (X,z) along the cross-section indicated in Fig 2a. uFés 2b and 3b we show the

strain fieldsef(X,Y) and € (X,z) measured by 3D DIC on the specimen main face

and edge, respectively. The variation of the stfigid over the RVE will be analysed
in the following section and here we will only facen the composite macroscopic

elastic moduli that can be obtained from the avemsigain distributions over the RVE
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simulation in response to the macroscopic appliegss:s ), =s, =512 MPa. For the

average strain on the RVE, we founﬁe';”x>RVE= 00038, <6€‘Y>RVE=-O.001T and

<e?Z>RVE: - 000076, As expected<6’>'?Y>RVE, <é>?z> and <é:12>

are very close to O.

RVE RVE

Three macroscopic elastic constants of the congoait be evaluated:

the longitudinal modulusExy = sy <6'§<”X>RVE,

the in-plane effective Poisson’s ratiafy = - <d”Y>RVE/<éQX>

RVE
the transverse effective Poisson’s ratilf; = - <6§”Z>RVE / <€>TX>RVE.

The results obtained through CraFT simulation arsmmsarized in Table 2. The

experimental values of}} and n), are obtained in the same way but using averaged

mesoscopic strain fields measured by 3D DIC orsgiecimen main face<3€‘>?x>

Mairrace

and <6{,“Y> as well as on the specimen ed<@1;(>Edge and <éz“Z>Edge. Taking into

MairFace

account: the measurement noise, the two experimerfalisson ratios

(- <ény> Vi [/e<6§’x> vairace AN - <é‘;z> Edgz<éQx>Edge) are found to remain constant in the

strain range €)1 |210* 10°|. The averaged values obtained in this strain ramge
g g

indicated in table 2. For evaluating the longitidimodulusky,, it was found that the
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stress-strain curve obtained experimentally dusing° tensile testing with strains
measured using 3D-DIC was not linear [30], evea wery small strain range as that in
which the moduli needed to be evaluated accorairtpg ASTM D3518 standard. This
suggests that the resin has a noticeable visctieeksffect in this kind of stress state.
As a result, the elastic behaviour needs to bedddbr at very early times of the
tensile test which is unfortunately when the maehiesponse can be smoothed by the
feedback loop resulting in a biased estimatiorheflongitudinal Young Modulus. This
fact was identified when measuring the instantasemodulus of semi-crystalline
polymers - a visco-elastic physical model needsetapplied to the whole tensile curve
to obtain a good estimation of the modulus [36]erBfore, to avoid this drawback, the
experimental measurement Bf!, provided in Table 2 was obtained through DMA
performed on a Bose 3300N fatigue machine in theesaay as the Young modulus of
neat PMMA resin was evaluated. DMA enables the measent of the “true” elastic
modulus of a visco-elastic material (real part &k tcomplex modulus). The

experimental value fa ), is shown in table 2.

In table 2, the agreement between the experimeataks forgy,, n andny,

compared to those obtained through simulation fer moduli is fairly good. Many
factors can explain the few % of discrepancies betwthe experimental results and

those obtained through simulation (see table 2e Thape of tows may be more
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complex than that used for CraFT simulation. Measwent errors can be made when
evaluating the elastic constants by 3D DIC andfittre volume fractions/** andV; .

The volume fractionv®” may also not be constant within a tow. The chaitéhe
micro-mechanical model foE,,and G, (see table 1) can also affect the results given by
the CraFT simulation for the composite effectivedmia A parametric study has
shown that the most influential tow elastic constfecting the results foEy, is G,.

In table 1, it can be seen that the scatteringhef&, values given by the different
micro-mechanics models is of order of 25%. Incnegsthe micro-mechanical
parameterG, by 10% results in a 6% increase Bf,, which is larger than the

discrepancy between the experimental value andothi@ined through modelling (see

Table 2).

Table 2 Composite effective moduli obtained by eigree and modelling

g, DIC n¥: DIC
M .
Exx (MPa):DMA | (measurement on | (measurement on
the main Face) the specimen edge
Experimental 14.0 0.49 0.206
CraFT Simulation 135 0.45 0.198
Discrepancy 4 % 8.5% 4%
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In what follows, we will not focus anymore on th&R averaged strain, but we
will compare local strain variations over the RV&@ovided by CraFT simulation to

those measured by 3D DIC.
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3.1.2 Mesoscopic scale analysis of the strain field s

Qualitative analysis

Qualitatively, on the main face, it is possiblectompare the mesoscopic strain fiedg}

obtained by CraFT simulation (Fig. 2a) and by expental DIC measurements (Fig.
2b), see also Fig. 4a. It is clear that the exarhes pattern is obtained for strain
distribution which displays a strong correlatiorttwihe fabric geometry. In short, the
squared areas of high strains were found to beddca the small regions containing
only resin throughout the thickness of a layeriged in Fig. 1), those of small strains,
in the warp and weft superimposed regions (regibns Fig. 1). The areas with

intermediate strains (bands surrounding the intedaregions and forming a cross
pattern) correspond to the undulation nodes oftdlwes where the resin forms strong
junctions between the laminates. On this qualétemparison, we can also highlight
the significant difference in spatial strain resiolo between the simulation (highly
resolved spatial resolution set as 1/NpxRVE sizegfiBwhere Np=443 is the number
of pixels chosen for the RVE size) and the DIC meaments. As previously

mentioned, the best resolution achieved for theedatias about 700 pm or about one
twelfth the RVE size. The ratio of simulation vessexperimental resolution was found
to be within a factor of 40 (see Fig. 4a for a cldastration of the resolution

difference). In brief, to compare experimental amdulated data, one should bear in

mind that the experimental strain distribution v@rmged by the measurement process
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over zones of non-negligible size and that theirstraeasurements are affected by

significant noise.

On the lateral face, for the numerical (Fig. 3aj arperimental (Fig. 3b) results,
it can be seen that the high strain regions (Rnfapproximately a continuous band
that is oriented nearly normally to the specimennnsairface. For the simulated case

with “in-phase” ply configuration, it can be chedkéhat the distance between two

consecutive bands /2. In the experimental case (Fig. 3b), the coincigenf
regions R throughout consecutive layers can beailisappreciated as well as the

estimated resulting distance between bands of gtsirain values which is also

roughly equal toT /¥2. It shows that the fabric of the different layevas placed
approximately in an “in-phase configuration” andokns why this case was chosen

for CraFT simulation (Fig. 3a).

Quantitative analysis

In Fig. 4b we compare on the same plot #je strain profile (solid line)
theoretically obtained along the X direction in tR&E to 8 experimental curves
(dashed lines) corresponding to the same quantgsored by 3D-DIC in 8 different
RVE taken on the specimen surface (see Fig. 2byveler, to allow the reader to
visualize easily the aspect of a given individugberimental profile, one of these

curves was drawn in blue solid line in Fig. 4b. égected, the experimental curves
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appear very noisy but it is possible to check tha measurement is fairly
reproducible: same curve shape with roughly idahtisinimum and maximum values
at same locations. Because of the difference iolugsn between the simulation and
the measurement, it was impossible to capture ewpatally the strong strain
variations shown by the simulations in the frontiegion between the rigid tows and
the softer resin material (see the blue curve gn4h). As a result, the highly deformed
zones associated with the resin pockets appearee tmagnified to some extent. A
strong quantitative validation of both results t@nobtained nevertheless by looking at
the profiles of Fig. 4b. The 8 experimental strpmfiles were found to have similar
features as the theoretical one. In particular,réti® between the strains in the fibre
rich and resin rich regions (respectively regionarfd R in Fig. 1) was found to be
approximately 3 both experimentally and by simwolati(Fig. 4a). However, the
theoretical profiles exhibit two secondary peakshatinterface between tow and resin
(see Fig. 4b), which were not present on the ewparial curve. Below, we will show
that because of the measurement spatial filtetimese narrow secondary peaks were
blurred  as far as not appearing on experimentafilggo The size of the strain
concentration regions associated with the secorukzais is of the order of 100 or 200
pm. This justifies the need to obtain results \hitjh spatial resolution L8 um/pixel),

to capture these details of the strain field. Inattempt to reproduce the experimental

results more closely, we considered the highlylkesbcalculatedstrain patterns to be
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real objective measurements and tried to reprotheespatial filtering operated when
using DIC. In short, the highly resolved strainldiavas integrated to obtain the
displacement field (in the small displacement-geatitheory framework). The detail of
the procedure can be found in Boufaida et al. [Z&jr this, the heterogeneous
component of the strain (considered as periodic thee RVE) was transformed in the
Fourier domain to produce the Fourier transfornthef displacement which was back-
transformed in the real domain. From this highlyelged displacement field, we
implemented an averaging procedure identical ta ferformed by the Aramis®

software to obtain the transformation gradient eenst a smaller resolution

corresponding to that of the real measurement. ighows the new strain pattern
obtained numerically after lowering the resolutiand the corresponding numerical
profile along direction X. On the same plot we admw one of the strain profiles
measured by 3D-DIC (blue curve in Fig. 4b). Theoseary peaks found at the resin-
tow interfaces can be seen to have disappearee Wialstrain profiles now match the

experimental ones much better (apparent enlargeai¢hné peak bottom).

3.2_. Analysis of strain and stress fields obtained u sing CraFT

As was previously mentioned, with a spectral sotherstrain (or stress) fields are
obtained on the same grid as the microstructurechwhllows for a highly detailed

analysis of the local stress or strain variatioassed by material heterogeneity. To
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illustrate this point with a concrete example, viadged the spatial variations ef; in

the very small zones corresponding to the nean remgions that cover the whole
composite thickness (region R in Fig. 1). In pafac, we highlight the complex
influence of the surrounding tows on the straimesta these zones. In a second part, we
show and briefly analyse the stress fields obtaittedugh CraFT simulation in the

specimen core region.

3.2.1 Variations of the transverse normal strain in the resin pockets

The transversal normal straial}( x, x, % =38pixels) map obtained with the CraFT
simulation on the top of the central ply (ply 5)tbé woven laminate is shown in Fig.
6a. To analyse the spatial variations of this stcamponent in the resin pockets (region
R in Fig. 1), we plotteck](x;) along 4 cross-section profiles (parallel to theaxis)
taken at points A through D.i.e. that are situa&ittly in the resin region (Fig. 6a). In
Fig. 6b, the corresponding profiles are denoted,B,Band D accordingly. Point A
(x1=333 pixelsx2=109 pixels,xs=38 pixels) is taken at the centre of the resinkpte
and, using the digitalized microstructure imagew#s checked that the closest point
belonging to a tow is situated at 18 pixels fromeLA. Points B (326 pixels,116pixels,
38 pixels), C (320 pixels,122 pixels, 38 pixels)dd (316 pixels,126 pixels, 38 pixels)
are taken along the Y-axis (bisector to theand x, axes, see Fig. 6a). The closest

points belonging to a tow are respectively situaaed1 pixels, 5 pixels and 1 pixel
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from lines B, C and D. On the profiles of Fig. @bcan be seen that the dependence of
en on x, shows a strong quasi-periodic modulation resulfiogn the ply alternation
with maxima located in the frontier regions betweba layers and minima in the
middle of the plies. The quasi-periodic variatiohtloe e(x,) curves becomes much
more significant when moving away from the resick®t centre (Profile A) to the resin
pocket extremity (Profile D). In profile D, it cdre seen that in the composite material

core region, the strain compone#lf, although transverse to the tensile axis, gets

positive values in small zones situated at the fpyitiers. As will be seen in the
following subsection, this is due to the compleixatial stress state to which the
material is subjected. For the sake of clarity \meehonly shown four curves in Fig. 6b
but, thanks to the resolution of the strain fietddained through CraFT simulation, 17
curves could have been plotted to show the progeesssolution from profile A to

profile D.

3.2.2 Stress fields in RVE

In Fig. 7, we show the maps associated with theess tensor components.(x,,x,),
so(xx) s so(x%), sh(x.%), sh(x.%) and si(x.x,) obtained upon CraFT
simulation on the top of the central ply E38 pixels). As expected, the average values

for s2, st ands [ are zero over thigx,x,) central plane. Similarly, we have checked

that the average values fer; and s over the(x, x,) planes as well as the average
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values for s> and s over the (x,x,) planes correspond well to the applied
macroscopic stresss, /2=256MPa With an accuracy of the order of 3x1@6.
However, in the case of thel(x,x,) map of Fig. 7, taken in the specimen core, it is
worth noting that locally 5 can reach significant values. It is positive ia tieat resin
pockets (region R in Fig. 1): the material thereurler traction along the 3-axis
(s&0). In the corner of these resin pockets, the nonnmaadsverse stress reaches its
highest valuesq%» 20 MPa ) that cannot be neglected compared to the in-pdtnesses
(sh(x.%), sa(x.x), ands(x,x,)) and should be taken into account to study damage
initiation in textile composites. This explains tpesitive values found fogJ in the

composite core at the ply frontiers (see ProfilenFig. 6b). On the other hand, in the
tows (region F in Fig. 1), it can be checked thataterial is under compression along

the 3-axis.

Conclusion

The mechanical behaviour at the mesoscopic scalenmiven composite was modelled
for the first time with a spectral solver, a mestef method particularly adapted to
materials with periodic microstructure. We showt tthee stress and strain details over
RVE can be obtained in very short computation timigh excellent spatial resolution.

All the data necessary for simulations were prodidg independent characterizations
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performed by the authors and introduced, in sorses;anto micromechanical models
to determine properties at the mesoscopic scalspi@ethe complex geometry and
strong heterogeneous properties of RVE (acrylicnreSlass fibres arranged in warp
and weft tows at 90°), the results serve here axplanation for in-depth experimental
observation in terms of strains (direct comparigoth full-field DIC measurements).

The high potential of this tool has also been ilated in view of well-controlled

industrial developments of new composites takirig aonsideration the complex stress

distribution at the mesoscale.
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Figure 1. 3D numerical RVE in a ply correspondimg the real woven and

material distribution for different slices
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