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a b s t r a c t

The texture and microstructure evolutions of a fine-grained TWIP steel subjected to tensile tests at room
temperature were investigated in relation to the mechanical behavior. This steel combines both high duc-
tility and strength owing to the TWIP effect. Also the steel exhibits a high strain hardening rate that evolves
according to five stages, which are related to the microstructure and texture evolutions and characteristics.
The formation of nano-twins in the initial stage of deformation leads to an increase in strain hardening

rate. The development of the pronounced <1 1 1> fiber in the tensile direction sustains mechanical twin-
ning and maintains the strain hardening rate on a high level. The resulting microstructure exhibits several
types of twin configurations and sub-boundaries with high misorientations due to intense activities of
dislocation glide. The twin volume fraction was estimated to be 9% at the final stage of tensile defor-
mation. The new orientations generated by mechanical twinning do not change considerably the final
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. Introduction

Since few years, the ongoing research of the steel industry
ainly focuses on high strength steels with excellent formability.

his optimal combination is particularly attractive for automo-
ive applications such as structural reinforcements and energy
bsorption parts. The increase in strength enables to reduce the
ass of the car bodies whereas the increase in ductility admits

omplex component design. Among the wide variety of recently
eveloped steels, high manganese austenitic steels with low stack-

ng fault energy (SFE) are particularly promising, especially when
echanical twinning occurs [1,2]. Outstanding mechanical prop-

rties combining a high ductility and high strength are then
btained. This compromise often observed in low SFE fcc mate-
ials results from a high strain hardening rate. Asgari et al. [3]
eported the evolutions of the strain hardening rate according to
ifferent stages independent of the grain size in low SFE materials
nd analyzed each stage in relation to the microstructure evolu-

ion.

In Fe–Mn–C austenitic steels, mechanisms responsible for the
igh strain hardening rate are still under discussion [4–6]. Some
uthors attribute the high strain hardening rate to dynamic strain
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ging (DSA) mechanisms, interpreted as the interaction between
–Mn bonds and mobile dislocations [4,7,8]. Bracke et al. [9] sup-
ressed the DSA in a Fe–22Mn–0.6C (composition given in mass
ercent) steels by substituting carbon by nitrogen, while keep-

ng the SFE constant. The resultant mechanical properties were
he same. Mechanical twinning can also be a dominant mecha-
ism to increase the strain hardening rate. As the strain increases,
he occurrence of twins reduces the mean free path of disloca-
ions. This is called TWinning Induced Plasticity (TWIP) effect that
an be interpreted as a dynamical Hall-Petch effect [10–14]. Allain
13,14] suggested that the high strain hardening rate of Fe–Mn–C
WIP steels is mainly due to mechanical twinning. More recently,
ouaziz et al. [15] have shown that the strain hardening rate in the
e–22Mn–0.6C steel is mainly of kinematical origin which is linked
o the TWIP effect.

Only few studies are related to the microstructure evolution dur-
ng the deformation of Fe–Mn–C TWIP steels. The microstructure
as been characterized either by optical microscopy (low spatial
esolution) or by transmission electron microscopy investigations
iving accurate local data but which are insufficient for statistical
eductions [13,16]. These studies have shown that the austenite

rains contain bundles of nano-twins with different configurations
10–13]. Up to now, few attention has been addressed to the cor-
esponding texture evolution and its interaction with twinning
16,17]. These parameters are the key to better understand the high
train hardening rate of TWIP steels.
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The deformation textures were determined from the {2 0 0},
{2 2 0} and {1 1 1} pole figures. These were measured by X-ray
diffraction (XRD) using a Siemens D5000 goniometer (Cr K�

radiation). The experimental data were processed to obtain the
orientation distribution function f(g) (ODF) [20]. The orthorhombic
The aim of this research is to provide a detailed description of
he deformation mechanisms of a Fe–Mn–C TWIP steel deformed in
ension. In particular the dependence of twinning on the grain size
nd grain orientation is analyzed. For this purpose, the microstruc-
ure and texture evolutions have been characterized in great detail
y performing X-ray diffraction, EBSD with a FEG–SEM and TEM.
nteractions between twinning and texture evolution are analyzed.

oreover we estimated the twin volume fraction from its effect on
he texture formation. Finally, the transitions of subsequent strain
ardening stages were analyzed in relation to microstructure and
exture features.

. Experimental procedures

.1. As-received material

A fine-grained Fe–Mn–C TWIP steel was supplied by Arcelor-
ittal Research SA Maizières as a 1.3 mm thick sheet. The alloy

esignation of the steel is 22Mn–0.6C (composition in mass per-
ent, balance iron). The high manganese content stabilizes the
ustenitic phase at room temperature and decreases the SFE to
bout 20 mJ m−2 [2,18]. Consequently, mechanical twinning occurs
uring deformation at room temperature [2,18]. At lower temper-
ture, as the SFE is decreased, ε martensite is formed.

The initial microstructure shows equiaxed � grains with an aver-
ge size of 2.6 �m. However, the grain size varies within a large
ange from about 0.5–15 �m. Grains larger than 5 �m are less
umerous (about 10%) but they represent 40% of the material sur-

ace. The initial texture is rather weak with a texture index (TI) value
f 1.23, as shown in Fig. 2a.

.2. Tensile tests

Tensile tests were conducted at room temperature by applying
strain rate of 10−3 s−1 (quasi-static loading conditions). The ten-

ile samples were cut out of the sheet parallel to the transverse
irection (TD). The gauge length was 80 mm and the width 20 mm,
espectively. One tensile test was conducted up to the rupture. Six
thers tensile samples were uniformly strained with 0.02, 0.05, 0.10,
.20, 0.30 and 0.40 true strain. The true stress and inelastic strain
ere calculated and the normalized strain hardening rate, defined

s (d�/dε)/G0, as well. G0 is the shear modulus at room tempera-
ure which was determined to be 62 GPa according to the elasticity
elation G0 = E/2(1 + �). The Young modulus E and the Poisson coeffi-
ient � were determined experimentally. The strain hardening rate
as calculated from the experimental true stress true strain curve,
tted with a 7th order polynomial function.

.3. Microstructure and texture characterization

The EBSD technique was used to analyze the local texture in
elation to the microstructure. For this purpose, high resolution
rientation maps were acquired in a 6500F JEOL field emission
un–scanning electron microscope (FEG–SEM) equipped with the
hannel 5 EBSD system (HKL Technology). Orientation maps with a
eam step between 20 and 70 nm were taken from a large number
f grains of the as strained samples. They were at first prepared by
tandard grinding and polishing. An additional surface treatment
y using ion milling facility (BalTec RES 010) improved the quality
f the Kikuchi patterns of the deformed samples with more than

.3 true strain. Despite this careful preparation, the Kikuchi pattern

ndexing rate decreased from 95% for the undeformed to 65% for the
amples deformed at 0.55 true strain.

The results of the EBSD scans are displayed as Kikuchi pat-
ern quality (KPQ) maps and additional orientation maps. These

F
a

eveal the local texture, the intra-granular misorientation gradi-
nts induced by the deformation and interesting details of the
icrostructure such as grain and twin boundaries [19], respectively.

he orientation coloring code used in this paper is given by the stan-
ard triangle of the inverse pole figure (IPF) with TD projected in
he cubic reference frame: grains misoriented by less than 20◦ with
espect to the <1 0 0>, <1 1 0>, <1 1 1>//TD fiber orientations are red,
reen and blue, respectively.

To analyze the intra-granular misorientations produced by the
eformation, the grain orientation spread was quantified as fol-

ows: (1) pixels belonging to the same grain are detected with a
isorientation criterion of 3◦ applied from one pixel to the next,

2) the mean grain orientation is calculated and finally (3) the aver-
ge misorientation between each pixel orientation and the mean
rain orientation are deduced. This average misorientation char-
cterizes the long range orientation spread and is called internal
rientation spread (IOS). This parameter is grain size dependant.

The microstructure was also investigated in a FEI CM 200 TEM
o take advantage of a higher spatial resolution. The samples were

echanically polished to 80 �m in thickness and the TEM foils were
lectrolytically thinned to electron transparency by using TENUPOL
hinning facility and a 5 vol.% perchloric acid/95 vol.% acetic acid
olution at 30 V, DC. In order to check that the thin foil preparation
id not induce the formation of artifact dislocations and mechanical
wins, the as-received material was also prepared for TEM exami-
ation.
ig. 1. True stress true strain curve (a) and normalized strain hardening rate curve
s a function of the true strain (b) of the Fe–22Mn–0.6C fine-grained TWIP steel.
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Fig. 2. {1 0 0} and {1 1 1} pole figures and ϕ2 = 45◦ ODF section at

ymmetry, clearly displayed by the pole figures, was imposed
or the calculation of the ODF. The TI defined as TI =

∮
f (g)2dg

escribes quantitatively the texture sharpness. In this paper, the
exture is represented by the {1 0 0} and {1 1 1} pole figures and
he ϕ2 = 45◦ ODF section in the Euler space.

The main texture components are described according to the
khl}<uvw> notation ({khl} being the plane parallel to the rolling
lane and <uvw> being the direction parallel to the rolling direc-
ion at 90◦ from the tensile direction. The volume fraction of
ach texture component was calculated by taking a tolerance of
0◦ around the strict orientation into account. The largest Schmid
actors (SF) for slip and for twinning were calculated for each tex-
ure component as presented in Table 1. The {1 1 1}<1 1 0> slip
ystems and the {1 1 1}<1 1 2> twinning systems were consid-
red.

. Results
.1. Mechanical behavior

The Fe–Mn–C steel exhibits outstanding mechanical properties
ombining high ductility and extraordinary strength. The ultimate

i
d
A
l
d

ent true strain levels: as-received (a), 0.2 (b), 0.3 (c) and 0.55 (d).

ensile strength amounts to 1000 MPa and more and the elonga-
ion to rupture is over 70%. The true stress and the normalized
train hardening rate are plotted versus the true strain in Fig. 1a
nd b, respectively. Markers indicating each interrupted tensile
ests are attached on both curves. Serrations on the stress-strain
urve were observed. These are increasing at large deformation
nd consequently the calculation of the strain hardening rate coef-
cient is limited at 0.40 true strain. The occurrence of serrations
n true stress-strain curves of high manganese austenitic steels is
ell known. They have been interpreted as dynamic strain aging
echanism or as ‘Portevin-Le Chatelier’ effect [4,5]. However, the

xact nature of the DSA in austenitic steels, i.e. interaction between
obile dislocations and carbon atoms, is not well defined in the

iterature and is still under discussion [4–6].
A remarkably high strain hardening rate was observed and is

isplayed in Fig. 1b. The amount of (d�/dε)/G0 is greater than 0.04
p to 0.3 true strain. During the deformation, the strain harden-
ng rate evolves according to different stages. After a pronounced
ecrease up to (d�/dε)/G0 = 0.045, from 0 to 0.02 true strain (stage
), the strain hardening rate increases to reach the first constant

evel ((d�/dε)/G0 = 0.048) at 0.1 true strain (stage B). Then, it slightly
ecreases (stage C) and reaches the second constant stage at 0.2 true



Table 1
Main texture components: {hkl}<uvw> notation, Euler angles in the ϕ2 = 45◦ section (Bunge convention [20]), corresponding fiber to which they belong, color in the transverse
direction inverse pole figure TD-IPF triangle, corresponding material state, maximal value of the Schmid factor calculated for the {1 1 0}<1 1 1> slip systems and {1 1 1}<1 1 2>
twinning systems.

Symbol Texture components {hkl}<uvw> Euler angles Fiber Color in the TD-IPF triangle Material state Schmid’s factor

Slip Twinning

Goss {110}<001> 90/90/45 <110>//DT Green As-received 0.41 0.47

Copper {112}<111> 90/35.26/45 <110>//DT Green As-received 0.41 0.47

Brass {110}<112> 55/90/45 <111>//DT Blue Deformed 0.27 0.31

Rotated copper {112}<110> 0/35.26/45 <111>//DT Blue Deformed 0.27 0.31
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volume fraction in green in Fig. 4).

At 0.3 true strain, the deformation texture is almost fully
developed. Beyond this deformation, the TI increases slowly.
However, the brass and rotated copper components continue to
strengthen, as it can be seen on Fig. 2d. Moreover, new orientations
Rotated Goss {110}<110> 0/90/45 <100

Cube {001}<100> 45/0/45 <100

train ((d�/dε)/G0 = 0.043) up to 0.3 true strain (stage D). Finally,
ver 0.3 true strain, the strain hardening rate decreases again (stage
) up to the specimen rupture. This sustained high level of strain
ardening rate, observed up to large strains, confers high strength
nd ductility to this fine-grained Fe–Mn–C TWIP steel.

.2. Texture evolution

Tensile deformation along the prior sheet transverse direc-
ion TD leads to the formation of a sharp texture characterized
y four distinct texture components: the {1 1 0}<1 1 2> brass, the
1 1 2}<1 1 0> rotated copper, the {1 1 0}<1 1 0> rotated Goss and
he {0 0 1}<1 0 0> cube. Fig. 2a–d shows the {1 0 0} and {1 1 1}
ole figures and the ϕ2 = 45◦ ODF sections for the as-received
aterial – as cold rolled and recrystallized – and for the sam-

les deformed at 0.2, 0.3 and 0.55 true strain. The horizontal
irection of the pole figures corresponds to the tensile direc-
ion.

At 0.55 true strain, the highest orientation densities are reached
or the brass component (maximal value of 15) and for the rotated
opper component (maximal value of 7.6). The rotated Goss and
he cube components are weaker with respectively maximum ODF
alues of 1.8 and 2.3. On the pole figures, a pronounced density
f <1 1 1> poles and a lower density of <1 0 0> poles are observed.

n fact, the major brass and rotated copper components belong to
he pronounced <1 1 1>//TD fiber orientation and the minor rotated
oss and cube components to the weak <1 0 0>//TD fiber orienta-

ion. The main texture components presented in Fig. 2 are listed in
able 1.

ig. 3. Evolution of the texture index TI = �f(g)2dg as a function of the true strain.

F
i
O

Red Deformed 0.41 0.23

Red Deformed 0.41 0.23

This texture sharpens stepwise as underlined by the evolution of
he texture index TI (Fig. 3) and the volume fraction of each texture
omponent (Fig. 4).

Up to 0.2 true strain, the texture remains very weak. The TI is
bout 1.5. However, the texture components change significantly
uring this deformation step. The ODF maximum shifts from the
oss position (90◦, 90◦, 45◦) to the brass position (55◦, 90◦, 45◦). The
eformation components progressively increase at the expense of
he initial Goss and copper components of the as-received material.
he volume fraction of grains with brass orientation (8% in the as-
eceived material) enlarges with increasing the deformation.

From 0.2 to 0.3 true strain, the texture significantly sharpens.
he TI increases from 1.5 to about 3. In this range of deformation,
he development of the texture components induced by the defor-

ation is very strong. The increase of the <1 1 1>//TD fiber is very
mportant in comparison to the one of the <1 0 0>//TD fiber. At 0.3
rue strain, 45 vol.% of the grains are oriented close to <1 1 1>//TD
ber and only 10 vol.% are close to <1 0 0>//TD fiber (Fig. 4). Cop-
er and Goss components progressively disappear (corresponding
ig. 4. Evolution of the volume fraction of the main texture components (consider-
ng 10◦ of tolerance) as a function of the true strain. The data are calculated from the
DF.
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ig. 5. TEM bright field images taken from samples strained to 0.02 (a) and 0.05 (
ystems (b); corresponding experimental (c) and simulated (d) SAED patterns of th
espectively); dislocations within the deformed grains (e and f). (For interpretation
f the article.)

re generated by mechanical twinning, which may influence the
exture evolution. This point will be discussed in Section 4.

.3. Microstructure analysis

.3.1. Low strain regions (ε ≤ 0.1)
In the first steps of the deformation, the grains show twins in

ddition to numerous dislocations. The twinning activity depends
ore on the grain size than on the grain orientation.
Primary twins were observed in the samples strained at 0.02

rue strain as illustrated in TEM micrographs of Fig. 5a. Thus the

nset of twinning coincides with the increase of strain hardening
ate at 0.02 true strain. Some grains have already activated two
win systems, see Fig. 5b. The corresponding selected area elec-
ron diffraction (SAED) and indexed patterns are shown in Fig. 5c
nd d. In order to improve the bright field contrast and better see

i
a

s
t

) true strain. First mechanical twins within the grains (a); two non coplanar twin
n in (b) (the spots corresponding to each twin systems are labeled TW1 and TW2,

references to color in this figure legend, the reader is referred to the web version

he twins, the sample has been tilted a few degrees off the [0 1 1]
one axis. This is the reason why the diffracted intensities are not
omogenously distributed. This SAED pattern gives evidence of the
xistence of two different twin systems. The first one, formed on
he (111̄) plane, induces the diffraction spots represented in blue in
ig. 5d. The blue network is obtained by a 180◦ rotation of the matrix
eciprocal lattice around the [111̄]

∗
reciprocal direction. A similar

onstruction with [1̄11̄]
∗

direction allows the identification of the
iffraction spots associated with the twins on the (1̄11̄) plane. On
he SAED pattern of Fig. 5c, the spots corresponding to each twin
ystems are labeled TW1 and TW2, respectively. The twin thickness

s about 10–40 nm. For these low deformations levels, the grains
lso present numerous dislocation densities (see Fig. 5e,f).

Fig. 6 shows the results of the EBSD analysis performed on the
ample strained at 0.1 true strain. The twin thickness is smaller than
he resolution of the EBSD map performed with a step of 60 nm.



TD-IPF map (b). Misorientation profile along the black line of figure (a) (c).
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Fig. 6. EBSD maps of sample strained to 0.1 true strain. KPQ map (a).

heir orientations cannot be measured by automated EBSD anal-
sis. However, the Kikuchi pattern quality (KPQ) map reveals the
resence of straight dark lines within some grains in Fig. 6a. We
hecked that these low KPQ values are due to two patterns over-
apping (twin and matrix). Thus, these lines reveal the deformation
wins. Half of the grains present one visible twinning system.

The TD inverse pole figure map of Fig. 6b confirms the weak
exture previously observed in Fig. 2. The activated strain mech-
nisms and the related grain rotations depend on the grain size
nd its initial orientation. For example, the larger grains close to
he Goss and copper orientations, in green in Fig. 6b, preferen-
ially activate twins. These grains, which were already observed
n the as-received material, are indeed well oriented for twinning
ccording to the Schmid factor as depicted in Table 1. With increas-
ng strain, these grains rotate towards the deformation components
nd finally the Goss and copper components disappear at 0.3 true
train as displayed in Fig. 4. The orientations corresponding to the
1 1 1>//TD and <1 0 0>//TD fibers (blue and red colored grains on
ig. 6b, respectively), appear during deformation by dislocation
lides. In addition, twins are also observed in these larger grains.

The intra-granular misorientations resulting from the deforma-
ion were analyzed. At 0.1 true strain, about 10% of the grains have
n internal orientation spread larger than 5◦. The cumulative mis-
rientation profile along a line has also been drawn for different
rains. Fig. 6c presents the profile along the thick black line in
ig. 6b. Over a distance of 4 �m, the cumulated misorientation
eaches 12◦ (up to 20◦ in some grains). However, the misorientation
etween adjacent pixels does not exceed 1◦. Such intra-granular
isorientations are associated to the formation of dislocations
hich assure the plastic strain compatibility between neighboring

rains and accommodate the deformation gradients [21,22].

.3.2. Medium strain regions (0.1 ≤ ε ≤ 0.3)

Between 0.2 and 0.3 true strain significant changes in the twin-

ing activity are observed along with the texture evolution. The
ain microstructural features are the formation of different twin

onfigurations with the occurrence of secondary twin systems in
ost of the grains, the strong interaction between grain orientation

Fig. 7. EBSD maps of a strained sample to 0.3 true strain. KPQ map (a). TD-IPF map
(b).
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Fig. 8. KPQ maps of specific grains highlighting differ

nd twinning activity and the development of high misorientation
oundaries within the grains.

TEM analysis shows that twins are organized in bundles. With
ncreasing deformation, the number of twins in bundles increases
nd the twin thickness remains constant. Fig. 7 presents a typical
BSD map of a sample strained at 0.3 true strain. As the twin den-
ity in each bundle has increased, it is possible to measure the twin
rientations by automated EBSD analysis. In fact, the twin orienta-
ion becomes major in the probed volume. But the twin thickness
educed by EBSD is overestimated. The austenitic matrix between
he twins cannot be differentiated. The maximum thickness of the
win bundles is about 250 nm.

In this range of deformation, the number of grains with a sec-
ndary twinning system significantly increases, as shown in the
BSD KPQ maps. Fig. 8 illustrates the three main configurations
bserved in a sample deformed at 0.2 true strain. In grain A, the
winning systems were simultaneously activated. In grain B, two
ystems were activated in different regions of the grain. In grain C,
hey were sequentially activated. Similar twin configurations were
ound in a sheet having an average grain size of 20 �m [13].

The texture evolution and its strengthening around the main
exture components, described in Section 3.2, is clearly revealed by
he TD-IPF map in Fig. 7b. The majority of grains are blue indicating

hat they are misoriented by less than 20◦ from the <1 1 1>//TD fiber
ncluding the brass and rotated copper components. A strong inter-
ction between grain orientation and twinning activity is observed.
rains from the <1 1 1>//TD fiber exhibit a higher fraction of defor-
ation twins than grains belonging to the <1 0 0>//TD fiber. A small

l
t
a
t
s

in configurations—sample strained to 0.2 true strain.

olume fraction of grains exhibits the copper and Goss components
<1 1 0>//TD fiber) and has a well developed twin microstructure.

Another feature is the development of medium to high angle
oundaries within some deformed grains. This is illustrated by the
reen/blue colored grain in Fig. 9 (after 0.3 true strain, marked by a
hite star in Fig. 7). The KPQ map of Fig. 9a reveals the development

f sub-boundaries within the grain. The misorientation across
hese sub-boundaries is about 10◦. The sub-boundaries seem to
elimit different twin bundles as shown in Fig. 9b. This leads to
he grain fragmentation. The sub-grains gradually rotate towards
he deformation components and could be considered as new
rains after a certain amount of deformation. The decrease in the
ndexing rate to 75–80% is caused by the strong lattice distortions
nd the increase of the boundaries density and broadening. The
ntra-granular misorientations are also increasing. About 50% of
he grains have an IOS greater than 5◦ (most of these grains have
n IOS between 5◦ and 10◦). This IOS is due to the formation of
ighly misoriented sub-boundaries and to the dislocation densities

eading to the elastic lattice distortion.

.3.3. Large strain regions including rupture (0.3 ≤ ε ≤ 0.55)
In the final deformation step, the volume fraction of twins

till increases. However, the overall twin volume fraction remains

ow and the twin orientations represent a small contribution to
he macroscopic texture. Large regions with numerous dislocation
ccumulations develop within the grains. These features are illus-
rated in the EBSD maps of Fig. 10 of the strained sample at 0.4 true
train.



Fig. 9. EBSD representations related to the grain marked by the white star in Fig. 7; KQP map with the misorientation profile along the yellow line (a); KPQ map with specific
m d-gra
T interp
w

f
a
s
l
o
t

t
o
d
t
b
o
f

e
<
t
i
e
s
r
i
d
e
c

g
t
t
d
d
s
v
a
w

a
s
g
i
w
i
b
t
s

4

isorientation lines and corresponding schematic drawings: twin boundaries in re
D-IPF map with the corresponding {1 0 0}, {1 1 0} and {1 1 1} pole figures (c). (For
eb version of the article.)

Beyond a strain of 0.3 true strain, new deformation twins are
ormed within the grains. The KPQ maps of the Figs. 7a and 10a
re showing evidence of an increase in the twinning activity for
trains from 0.3 to 0.4. The number of twins in the bundles increases
eading to thicker bundles and therefore to larger volume fractions
f twins. These bundles are about 500 nm large in some cases. On
he EBSD map, these appear as large twinned domains.

At this deformation level, most of the grains are oriented close
o the texture components as shown in Fig. 10b. The grains with
rientations close to the initial Goss and copper components have
isappeared. The ODF shows an orientation density increase around
he brass and rotated copper components. The strong relation
etween the grain orientation and the twinning activity is still
bserved. Grains of the <1 1 1>//TD fiber exhibit a larger volume
raction of twins than those of the <1 0 0>//TD fiber.

On the sample strained to 0.4, the twin bundles are large
nough to measure the twin orientations. Twins formed in the
1 1 1>//TD oriented grains reinforce the <1 0 0>//TD fiber whereas
wins within the <1 0 0>//TD oriented grains create orientations
n the <1 1 1>//TD fiber. The strict twin orientations generated by
ach main texture component have been calculated. Fig. 11(a–d)
hows in the ODF section at ϕ2 = 45◦ the twin orientations that are

elated to the largest Schmid factor. These twins are correspond-
ngly observed on the EBSD map. The twin and grain orientations
o not overlap. The same calculation has been performed consid-
ring a set of grain orientations dispersed around the ideal texture
omponent as presented in Fig. 11e and f. In this case, the deformed

4

i
i

in boundaries misoriented by less than 3◦ in white and less than 10◦ in green (b);
retation of the references to color in this figure legend, the reader is referred to the

rain and twin orientations overlap. It can be deduced that no new
exture component appears by twinning. The EBSD map indicates
hat the volume fraction of grains oriented close to <1 0 0>//TD fiber
ecreases slightly from 0.3 to 0.4 true strain, see Figs. 7 and 10. XRD
ata indicate the volume fractions of these orientations increase as
hown in Fig. 4. This evolution results from the increase of the twin
olume fraction in grains oriented close to <1 1 1>//TD fiber. This
spect is detailed in Section 4 where the volume fraction of twins
ill be evaluated.

The EBSD map Fig. 10b reveals large intra- and inter-granular
reas where no diffraction patterns were indexed. These corre-
pond to sets of pixels with very low KPQ index appearing in dark
rey color in Fig. 10a. The decrease of the indexing rate to 70%
s correlated with the development of high deformation regions

hich could not be indexed because of the strong lattice distortion
nduced by accumulation of dislocations densities. As interpreted
y Allain [14], this indicates a pronounce localization of deforma-
ion such as local necking which causes the failure of the tensile
ample.

. Discussion
.1. Analysis of the texture evolution: interaction with twinning

Tensile testing along the TD generates a sharp austenitic texture
n the fine-grained Fe–Mn–C TWIP steel. This deformation texture
s characterized by four components: the {1 1 0}<1 1 2> brass, the
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ig. 10. EBSD maps of a strained sample to 0.4 true strain. KPQ map (a). TD-IPF map
b).

1 1 2}<1 1 0> rotated copper, the {1 1 0}<1 1 0> rotated Goss and
he {0 0 1}<1 0 0> cube. These components belong either to the pro-
ounced <1 1 1>//TD fiber (brass and rotated copper) or to the weak
1 0 0>//TD fiber (rotated Goss and cube) as shown in Figs. 2 and 4.
imilar densities of <1 1 1> and <1 0 0> poles in the tensile direc-
ion have been observed on TWIP steels [17] or more generally on
ustenitic steels with low SFE [23,24]. The densities of these compo-
ents increase by specific grain rotations related to the slip activity.

n TWIP steels the occurrence of twinning influences the slip activ-
ty, which may modify the volume fraction of the different texture
omponents. This was shown by simulation of texture evolutions
ith or without taking twinning into account [25].

In the present work, the texture of the as-received TWIP steel
as rather weak with grain orientations spread around the Goss

nd copper texture components. Reinforcement of these orien-
ation densities is not favored by deformation and consequently
arge grain rotations are required to develop the final texture
omponents. At 0.2 true strain, the main characteristics of the ini-

ial texture components disappear without any significant texture
trengthening. At 0.3 true strain, the major <1 1 1>//TD fiber is rein-
orced, whereas the other texture components show a moderate
ncrease. Further deformation up to 0.55 causes an intensification
f the texture components.

a

c
t
u

The analysis of EBSD data shows that this texture evolution
trongly influences the twinning activity. This influence obviously
ccurs at two steps of deformation. Twins appear in the first defor-
ation stage, see Figs. 5 and 6. Initial twinning activity in this

ne-grained steel is related to the large grain size distribution and
o the Goss and copper orientations which belong to the weak
nitial texture components. These orientations are in fact favor-
ble for twinning, see the Schmid factor values in Table 1. With
ncreasing deformation the development of the major <1 1 1>//TD
ber still promotes twinning as illustrated in Fig. 10. In fact,
he main <1 1 1>//TD fiber is well suited for twinning (Schmid
actortwin = 0.31 and Schmid factorslip = 0.27, see Table 1) while the
eak <1 0 0>//TD fiber is adequate to slip (Schmid factorslip = 0.41

nd Schmid factortwin = 0.23). The volume fraction of grains of
he <1 1 1>//TD fiber steadily increases during the deformation, as
hown in Fig. 4. At 0.3 true strain, the majority of grains belongs
o the <1 1 1>//TD fiber. The intensity increase of the main texture
omponents promotes the twinning activity for strains between 0.3
nd 0.4 as illustrated in Figs. 7 and 10 in conformity with ref. [17].

However, twinning generates new orientations and may modify
he texture and its evolution. After a strain of 0.3, the twin den-
ity in bundles is large enough so that the twin orientations can be
easured by using EBSD. The results are showed in Figs. 7 and 10.
ue to the spread of the experimental orientations around the tex-

ure components, grain and twin orientations often overlap. Twins
ormed within the <1 1 0>//TD oriented grains (at low deformation
evels) or within the <1 1 1>//TD oriented grains (at intermediate
nd high deformation levels) reinforced the <1 0 0>//TD fiber. The
imited number of twins formed within the grain of the <1 0 0>//TD
ber orientation reinforces the <1 1 1>//TD fiber. As a consequence,
o new texture components are generated by twinning.

As a matter of fact, the analysis of XRD and EBSD data indicates
hat the contribution of twin orientations to the texture evolution
s limited. XRD data show that the volume fraction of grains and
wins oriented in <1 0 0>//TD fiber slightly increases for strains in
he range from 0.3 to 0.4, as shown in Fig. 4. Besides that the volume
raction estimated from EBSD of the individual grains decreases.
he difference between both approaches suggests that the overall
ncrease of this texture component is mainly related to twinning.
everal authors report a small influence of twinning on the texture
volution [26–28]. In these studies the volume fraction of twins
enerated during deformation in tension parallel to TD is not suffi-
ient to significantly influence the texture.

The volume fraction of twins is an important parameter to
nderstand the mechanical behavior – plasticity and strain hard-
ning rate – of TWIP steels. However, it is difficult to estimate.
he study of the literature shows that several authors have tried
o quantify the twin volume fraction in low SFE fcc materials by
ptical microscopy [3,11,13] by using morphological criteria [29].
uch an evaluation only gives an estimation of the twin volume
raction.

In the present work the twin volume fraction is estimated by
iscerning the contributions of the grains and twins in the ODF
hanks to the EBSD maps.

The EBSD analysis showed that most of the twins are oriented
lose to the <1 0 0>//TD fiber with certain spread, see Figs. 10 and 11.
owever, the determination of the overall twin volume fraction is
ot directly possible. The volume fraction of the deformed grains
f this fiber can be determined from EBSD measurements whereas
he total volume fraction of twins and grains belonging to this fiber

re obtained from the ODF via XRD measurements.

Thus, the difference (�) between these two volume fractions
orresponds to the volume fraction of twins. � increases from 6%
o 9% between 0.4 and 0.55 true strain, respectively. These val-
es are in agreement with the twin volume fraction estimated by
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e) and around cube and rotated Goss orientations (f). The colored iso-densities lin
he twin orientations. (For interpretation of the references to color in this figure leg

llain [13,14] for a coarse-grained TWIP steel of the same chemical
omposition.

.2. Microstructure evolution—influence on the strain hardening
ate

TEM investigations show that the transition from stage A to stage
corresponds to the onset of twinning within grains deformed by
ulti-slip which is considered as necessary to form twins [30]. For

his fine-grained steel, the required macroscopic stress for the onset
f twinning is about 550 MPa and is reached at 0.02 true strain, see
ig. 1. Specific texture components of the weak initial texture are
ell suited for mechanical twinning. The onset of twinning causes

n increase in strain hardening rate that reaches a plateau at 0.05 up
o 0.1 true strain. The twins even in low volume fraction may reduce
he effective grain size and act as strong obstacles for dislocation

otions. In other low SFE materials, like MP35N (nickel–cobalt-
ased alloy) or �-brass [3,31–33], stage B is characterized by a

niform constant strain hardening rate. However, Rémy [11,12] and
ahajan and Chin [34] consider that twin-slip interactions increase

he strain hardening rate. A similar increase corresponding to the
nset of twinning was also observed in high purity alpha-titanium
35].

w
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ions (red crosses) calculated from the ideal parent orientation (blue squares) brass
from parent orientations dispersed around brass and rotated copper orientations

respond to the parent orientation densities whereas the black ones correspond to
he reader is referred to the web version of the article.)

From 0.1 to 0.2 true strain, a weak decrease of the strain
ardening rate occurs corresponding to stage C. In this range of
eformation, twinning is less active as before. The texture remains
ery smooth. Grains exhibiting the Goss and copper orientations
anish between 0.1 and 0.2 true strain as illustrated in Fig. 4. In
hose grains the dislocations start to be accumulated and form
ub-boundaries. In some grains, these sub-boundaries delimit twin
undles. This rearrangement of dislocations and the slowing down
f twinning activity may be at the origin of the weak decrease of
train hardening rate. Asgari et al. [3] also suggest that the decrease
f the strain hardening rate in low SFE fcc materials is related to
he inhibition of twin formation. The twins generated in the initial
tage of deformation will decrease the grain size and are acting as
bstacles for twinning [36,37].

A constant strain hardening rate occur between 0.2 and 0.3 true
train (stage D). This is concomitant with two microstructural fea-
ures. At 0.2 true strain the texture strengthens around the main
rass and rotated copper components (<1 1 1>//TD fiber) and the

eak rotated Goss and cube components (<1 0 0>//TD fiber). The
umber of grains with the <1 1 1>//TD fiber orientation is continu-
usly increasing as shown in Fig. 4. Those grains are more adequate
or twinning than those belonging to the <1 0 0>//TD fiber orien-
ation, see Table 1. As the first twins have reduced the grain size a
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igher stress is necessary to generate new twins. For higher strains,
large number of grains exhibit a second twinning system. The for-
ation of secondary twins reduces even more the mean free path

f dislocations. These mechanisms maintain the strain hardening
ate on a high level.

Finally, from 0.3 true strain to rupture, even if the twin volume
raction increases significantly, the strain hardening rate contin-
ously decreases (stage E). The twin bundles become denser and
hicker. Large intra- and inter-granular regions with numerous dis-
ocation accumulations are developed, indicating a pronounced
ocalization of the deformation which consequently tends to the
ample failure.

. Conclusion

The tensile behavior of a fine-grained Fe–22Mn–0.6C TWIP steel
ith an average grain size of 2.6 �m has been analyzed with respect

o texture and microstructure evolutions. The strong interaction
etween crystallographic slip, mechanical twinning and texture
omponents is described and discussed for subsequent deforma-
ion steps.

Tensile testing along the TD produces a sharp texture with a pro-
ounced <1 1 1>//TD fiber and a weak <1 0 0>//TD fiber, respectively.
he deformation is accommodated by crystallographic slip and
echanical twinning. This provokes variations in the microstruc-

ure and consequently in the texture.

Primary twins occur due to the presence of Goss and copper ori-
entations of the weak initial texture. Twins are activated in the
first stage of deformation at about 0.02 true strain and 550 MPa.
It is shown that with increasing deformation the development
of the main <1 1 1>//TD fiber which is well suited for twinning
reinforces the twinning activity.
Moreover, the deformation twins developed in grains having ori-
entations close to the two main texture components – <1 1 1>//TD
and <1 0 0>//TD fibers – generate orientations close to those ori-
entations. Thus, mechanical twinning does not create additional
orientations but increase slightly the density of the existing ori-
entations.

A method to determine the volume fraction of the twins has
een developed. This combines the global ODFs, determined by
RD, and microstructural information provided by EBSD. A true
train of 0.55 produced a volume fraction of twins estimated to
e 9%.
cknowledgments

The authors acknowledge gratefully ArcelorMittal Research SA
or financial and technical support and for providing the material.

[
[
[
[
[
[

he authors would also acknowledge Dr. B. Bolle (LETAM UMR CNRS
078 University Paul Verlaine of Metz) for the XRD measurements,
egion Lorraine and CNRS for financial support and the research
eam ‘Material Forming’ leading by Dr. V. Favier for fruitful discus-
ions.

eferences

[1] O. Grassel, L. Kruger, G. Frommeyer, L.W. Meyer, Int. J. Plasticity 16 (2000)
1391–1409.

[2] C. Scott, N. Guelton, S. Allain, M. Farral, P. Cugy, Proceeding of the MS&T’05
Conference (2005), Pittsburgh, PA, USA, 2005.

[3] S. Asgari, E. El-Dabaf, S.R. Kalidindi, R.D. Doherty, Metall. Mater. Trans. A 28A
(1997) 1781–1795.

[4] Y.N. Dastur, W.C. Leslie, Metall. Mater. Trans. A 12A (1981) 749–759.
[5] P.H. Adler, G.B. Olson, W.S. Owen, Metall. Mater. Trans. A 17A (1986) 1725–

1737.
[6] L.H. De Almeida, I. Le May, P.R.O. Emygdio, Mater. Charact. 41 (1998) 137–

150.
[7] B. Hutchinson, N. Ridley, Scripta Mater. 55 (2006) 299–302.
[8] T.S. Shun, C.M. Wan, J.G. Byrne, Acta Metall. Mater. 40 (1992) 3407–3412.
[9] L. Bracke, J. Penning, N. Akdut, Metall. Mater. Trans. A 38A (2007) 520–528.
10] I. Karaman, A. Sehitoglu, A.J. Beaudoin, Y.I. Chumlyakov, H.J. Maier, C.N. Tomé,

Acta Mater. 41 (2000) 2031–2047.
11] L. Rémy, Acta Metall. 26 (1978) 443–451.
12] L. Rémy, Metall. Mater. Trans. A 12A (1981) 387–408.
13] S. Allain, J.P. Chateau, O. Bouaziz, M. Legros, X. Garat, Proceeding of the Interna-

tional Conference on TRIP-Aided High Strength Ferrous Alloys (2002), Ghent,
Belgium, 2002.

14] S. Allain, Ph.D. thesis, 2004, INPL, France.
15] O. Bouaziz, S. Allain, C. Scott, Scripta Mater. 58 (2008) 484–487.
16] S. Vercammen, B. Blanpain, B.C. De Cooman, P. Wollants, Acta Mater. 52 (2004)

2005–2012.
17] P. Yang, P. Xie, L. Meng, H. Ding, Z. Tang, Scripta Mater. 55 (2006) 629–631.
18] S. Allain, J.P. Chateau, O. Bouaziz, S. Migot, N. Guelton, Mater. Sci. Eng. A–Struct.

387 (2004) 158–162.
19] R.A. Schwarzer, Texture Microstruct. 20 (1993).
20] H.J. Bunge, Texture Analysis in Material Science, DGM, 1982.
21] K. Verbeken, L. Kestens, Mater. Sci. Forum 408 (2002) 559–564.
22] D. Jorge-Badiola, A. Iza-Mendia, I. Gutiérrez, J. Microsc.–Oxford 228 (2007)

373–383.
23] B. Petit, N. Gey, M. Cherkaoui, B. Bolle, M. Humbert, Int. J. Plasticity 23 (2007)

323–341.
24] R. Kubler, K. Inal, M. Cherkaoui, M. Berveiller, J. Eng. Mater. Technol. 125 (2003)

12–17.
25] D. Barbier, N. Gey, B. Bolle, M. Humbert, S. Allain, Proceeding of Materiaux 2006,

Dijon, France, 2006.
26] T. Leffers, J.B. Bildsorensen, Acta Metall. Mater. 28 (1990) 1917–1926.
27] L. Leffers, Proceeding of ICOTOM 11, International Academic Publishers, 1996,

pp. 299–306.
28] B.J. Duggan, W.B. Hutchinson, M. Hatherly, Scripta Metall. 12 (1978) 293–

295.
29] R.L. Fullman, Trans. AIME 197 (1953) 447–452.
30] F.R.N. Nabarro, Dislocations in Solids, vol. 9, Elsevier Science, Amsterdam, 1992.
31] E. El-Danaf, S.R. Kalidindi, R.D. Doherty, Metall. Mater. Trans. A 30A (1999)

1223–1233.

32] S.R. Kalidindi, Int. J. Plasticity 14 (1998) 1265–1277.
33] S.R. Kalidindi, Int. J. Plasticity 17 (2001) 837–860.
34] S. Mahajan, G.Y. Chin, Acta Metall. 21 (1973) 173–179.
35] A.A. Salem, S.R. Kalidindi, R.D. Doherty, Acta Mater. 51 (2003) 4225–4237.
36] D. Hull, Acta Metall. 9 (1961) 191–204.
37] J.W. Christian, S. Mahajan, Prog. Mater. Sci. 39 (1995) 1–157.


	Analysis of the tensile behavior of a TWIP steel based on the texture and microstructure evolutions
	Introduction
	Experimental procedures
	As-received material
	Tensile tests
	Microstructure and texture characterization

	Results
	Mechanical behavior
	Texture evolution
	Microstructure analysis
	Low strain regions (epsiv0.1)
	Medium strain regions (0.1epsiv0.3)
	Large strain regions including rupture (0.3epsiv0.55)


	Discussion
	Analysis of the texture evolution: interaction with twinning
	Microstructure evolution-influence on the strain hardening rate

	Conclusion
	Acknowledgments
	References


