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Abstract

Large rotating magneto-caloric effect (MCE) has been recently observed in®osiimgle crystal
due to the strong magneto-crystalline anisotropy making a significant step towards efficient magnetic
refrigeration systems. We tried to explain, theoretically, the reasons behind the magnificent
performance in terms of magneto-caloric effect based on DFT calculations and Monte Carlo
simulations. X-ray magnetic circular dichroism (XMCD) was performed in order to disentangle the
magnetic contribution responsible for the MCE, as well as, the investigation of electronic and magnetic
properties. The obtained results would enable the understanding of electronic and magnetic behaviors
experimentally observed in HoOMDs single crystal and also the optimization the MCE for magnetic

refrigeration.
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[. Introduction

Multiferroic materials have been intensivelydad over the past decade for their high interast a
their potential applications in the field of spmnic [1]. Indeed, these multifunctional systems are
usually characterized by a fundamental state inmgha strong interplay between magnetism and

ferroelectricity [2-3], opening the way for sevehature applications.

One of the fields of great interest is the magroeatioric effect. Recently, a large rotating MCE was
experimentally observed in multiferroics RMI% (R=Ho,Tb) [4-6]. Following this discovery, an
innovative concept for the liquefaction of heliumdahydrogen using the rotating MCE was proposed
[3] which is an important step towards the develeptof magnetic refrigeration. It is worth noting
that the majority of existing prototypes and pateate based on the rotation of magneto-caloric
materials in a magnetic field since there is a mlasker contribution of the magneto-crystalline
anisotropy to the magnetoc-caloric effect at thegmesic phrase transition when compared to that
generated by the change of magnetic transition [7].

These multiferroics materials are usually frusttatmagnets whose spin-spin and spin-lattice
interactions exclude the simple magnetic arrangérogspins. The consequences of their frustrated
magnetic structures are spectacular, it manifesialynas the strong correlation between magnetit an
electrical properties [8].

(@) (b)



FIG. 1.(a) Side view and (b) top view along b axis of tgstallographic structure of HoM®s single crystals. The green spheres are

holmium atoms, the orange stands for the mangaateses and the red corresponds to oxygen atoms.

The RMnOs compounds (R = rare earth) have an orthorhombictsire [9] consisting of MHOg
octahedral and M¥Os bipyramids connected by their edges and corneiis. Sthucture is illustrated in
FIG.1. Perfect knowledge of magnetic orders invagvMn®* and Mri* ions is essential for a better
understanding of multiferroic features in RM3 compounds. Recent studies of RX@s compounds
show rich magnetic properties [3-4]. The majorifytioese materials present at least four magnetic
transitions: a first transition occurs at3 42 — 45 K in which the spins of Mn ions adopirausoidal
incommensurate (ICM) order. Then, another transitakes place atoFE 38-41 K where the spins are
configured in a commensurate (CM) antiferromagneticler then a return to sinusoidal
incommensurate order ag ¥ 18 K. Below 10 K, the magnetic order of the raagth ions appears and
adopts an incommensurate antiferromagnetic oréegrning commensurate on further cooling [9]. A
dielectric constant step is observed at the CM-I@isignetic phase transition [10] being the key to
understand the strong magnetoelectric correlatibithvis indicated by the modification of dielectric
function due to the ordering of Mn spins [11]. Imist work, we mainly focus on the electronic,
magnetic and magnetocaloric properties of He®¥nsingle crystal and therefore, explain the reasons

behind the large rotating magneto caloric effecengly observed in HoM¥®s crystals [3].

II.  Computational details

All calculations were done using the Full Poten#talgmented Plane Wave (FP-LAPW) method
implemented in WIEN2K code[12] based on densityctional theory [13] with the exchange
correlation functional treated in the Generalizeddient Approximations [14] taking into account the
spin orbit interactions. To investigate the magnetioperties, we have used 7*6*9 Monkhorst-Pack
scheme [15], the total energy was converged tothess Ryd and the cut-off energy is set to -8.0
Ryd. The radii of the muffin-tin spheres weraitRHo) = 2.53, Rir (Mn1) = 1.86, Rt (Mn2) = 1.97
and Rur (O) = 1.67 a.u (atomic units). Moreover, magnetigsotropy is calculated using DIPAN
program [16, 25] that calculate the dipolar magreistalline anisotropy and the magnetic dipolar

hyperfine field by a direct lattice summation ottee magnetic moment of all the sites.



In order to disentangle the magnetic contributi@sponsible for the magneto-caloric effect in
HoMn2Os, we have studied the differentiated role of Ho Mwdions using XMCD and XAS spectrum.

Therefore, we calculated, separately, the valud®tif spin and orbital magnetic moment.

XMCD represents the absorption difference betwdenright circular polarization ) and the left
circular polarization (). The left and right directions are referencethi propagation direction of the
incident radiation while respecting the axis of tmagnetic field. In particular, the photons are
polarized left (right). When the direction of prgadion is antiparallel, their helicity is -(+- ) [17].

The objective of XMCD spectrum is to determine ¢mkital and spin moment, knowing that there is a
relationship between the integral of the XMCD spatt and the mean value of the projection of the
orbital angular momentum on the magnetization aKmss relationship was suggested by TholeCarra
and Van Der Laan [18], later, the same authorsgeeg a second sum rules for spin moment [19]

d (- )

* _Llc+1)-1(+1)-2

a (v <+ 0) a(+ia+z-n) 7
i (1.1)
j+d (- ) C(C+1)j-d (- -)_I(I+1)-c(c+1)-2 .
d(*+ "+ °) ~ 3c(4+2-n)
i (1.2)

- | = orbital quantum number of the valence state

- ¢ = orbital quantum number of the core state

- ( ) ( 7)) = absorption spectrum for left (right) circulapglarized light.
- <Tz>= expectation value of magnetic dipole oparat

The sum rules allow to obtain separately the orlitagnetic moment <Lz> and the spin magnetic
moment <Sz> [17] from the integrated XMCD.

For My, sthe transition from & (I=2) to 4 (1=3):
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For Loz, the transition from 2 (I=1) to 3 (I=2):

dw(mi - )
m =B (Lz)=-2 bt :
3 ) dw(m + m)

Lg+l,

(l 0- ny )

6 dw(m- my- 4 dwm

= e (10- n,,) 7{T2)
dw(nf + m) 2

e, (1.5)

ms:ﬂ<Sz>:-

A strong magneto-crystalline anisotropy is experitaty observed in HOMiOs single crystals where
the magnetization tends to orient preferentialgnglthe b-axis [3, 20]. In order to get more insigh
the gigantic anisotropy shown by this compound ahergy of the system following each axis has been

calculated using DIPAN program implemented in WIKkNiackage.

[1l. Results and Discussions :

1. Electronic properties

We have displayed the density of state using GGprapmation to describe the magnetic and
electronic properties shown in FIG.2. The main agbation to the magnetism comes frorhsdates of
Holmium which is responsible for the magnetic mot@nmation on Holmium atoms. The oxygen-
manganese molecular bond is formedpbglectrons of oxygen anslelectrons of manganese. Each
oXxygen atom is twice ionized, involving two electsan itsp orbitals. The ionization of the manganese
atom depends on the chemical formula of the comgiolym is 4 times ionized, Mti and Mri* are
deficient in electrons, respectively involving 4daB8 electrons in itsl layers. In the absence of
perturbation, the manganedeorbitals are degenerate but in a crystal fieldjiwen symmetry. The
crystal matrix favors an arrangement of some debitey partially lifting their degeneration. For
HoMnOs compound, Mn occupies two sites of different synmneMn** at the center of an
octahedron and M at the center of a pyramid. Each symmetry acferdifitly on the distribution of

the electronic levels of Mn. The d orbitals areididd into two sub-groups for octahedral and tetnadjo
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symmetries: at t2g level of low triple-degeneratd another level doubly degenerate Eg. As expected,
we can see that the degeneracy oflitsbital is lifted especially in FZodge. This anomaly is known

as the crystal field deformation or Jahn Telleeeff21].

One can also notice thatt Holmium orbitals favors the spin orbit couplineet while the 8l orbitals

of manganese favors the crystalline fielgy [Evels have dxy, dyz and dxz orbital characterdyon the
same level while there is separation in energy beihnthe e2g pics which indicate a deformation field
or splitting in Mn1. In the contrary, the partiadrbity of states for Minshows a t2g splitting with a 2/3
filled band while there is no e2g splitting as shaw FIG.3.

FIG. 2.The total and partial density of states obtainétin/(GGA+ Spin Orbit)



FIG. 3.The partial density of states for M¢8d) and Ma (3d)

2. Magnetic properties

As mentioned in the introduction, Hob@s single crystals shows an interesting magnetic gntegs
following a specific direction. Indeed, the caldida of the energy of each axis demonstrate that

system has its lowest energy following the b-axmsclv has been reported in experimental data [3].

The high magnetic moment of Holmium atoms makesctirapound an excellent candidate for MCE
materials. Therefore, we calculate that spin arldtarmagnetic moment, separately, using XMCD
spectrum to disentangle the magnetic contributiesponsible for the MCE in HoM®s single
crystals.

A. XMCD at the Ho M4 edge



The absorption edge that provides the most dirdotmation for the rare earth 3d-4f transitionshis
Mas edge. The theoretical treatment of that edgeneigdly done using a model where the interactions
with the environment such as the crystal field emasidered to be of weak perturbation except for
systems where the rare earth exhibits valencehitisyaor mixed valence [22]. This approach is dali
due to localized Ho 4f electrons and there is floeeeno overlap between the 4f levels of two

neighboring atoms.

In FIG.4, the Ho 8-4f absorption spectrum is characterized byavild M that are separated in energy
by the strong spin-orbit effect. Atdvedge, the intensity is very high compared tpddge indicating a
large contribution of the orbital moment. We caddal, therefore, the spin and orbital magnetic

moment. The values are as follows:

Tab. 1.spin, orbital and total magnetic moment for Ho,:Nind Mn

XMCD Experimental

Ho Mny Mn2

Ho

Spin moment (p) 7.77

Orbital moment (g) | 2.44 0.066 | -0.14

Total moment (g) 10.21 | 2.79 -2.58| 10.3 [24]

The expected value of a free ¥4 flo) magnetic moment with respect to hund’s rule gbatate

(J=8, S=2 and L=6) is 10.3 taking into consideration that the atom is congdeaas isolated whereas,

it is necessary to take into account the atomigrenmnent.

The negative (positive) signal indicates a paralegnment of Ho sublattice to the applied magnetic
field and may refer to a double transitiont t® 4 and 4 to 5 known as the quadrupole transition.

FIG.4 (b) represents the integral of XAS (XMCD) tilslow the calculation of the spin and orbital

magnetic moment.



B.XMCD at the Mn L 23 edge

We tried now to acquire in depth information abth& magnetic contribution from the Mn ions. The
results shown in Tab.l1, indicates that only a snm#gnetic moment is induced within the
antiferromagnetic cycloidal configuration confirrgithat along the easy axis b, the contributiorhef t

Mn lattice to the full magnetization is negligildad mainly originates from the Efsublattice.[3].

T T T T
Integrated XAY Integrated XMCD)
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FIG. 4. (a)XAS spectra representing M4.5 (wine line) andittiegral of the spectra (black line) within GGA apgmation and(b)
XMCD spectra representing M4.5 (wine line) andititegral of the spectra (black line) within GGA appmation

3. Magnetocaloric properties

To investigate the magneto-caloric effect in HeM#x single crystal, a classical model that combines
both Ising and XY models was proposed to deal wlid anisotropy since the manganese spin’s
components can be oriented in any direction in e-dwnensional plane while the holmium’s spin

components direction are either parallel or anéijpalr Indeed, the spins are represented by two-

component vectors that satisfy the constraint.

The proposed hamiltonian is:



! P L # R %e ' (8" %s (&
) ‘e & ¢ "we @ T , - (1.7)
Where:

'y Holmium spin, ./01201343 /1 5 4671land ./01201343/1 S 89:;

. Interaction coupling between firdt #> nearest neighbors
. Interaction coupling between firdat = nearest neighbors
.. Interaction coupling between firat #* /1 "> nearest neighbors
- Interaction coupling between secaond® /1 " nearest neighbors
. Interaction coupling between first™ /1 " nearest neighbors
. Interaction coupling between first™ /1 # nearest neighbors
y - Interaction coupling between first™ nearest neighbors
.. Interaction coupling between secoszd® nearest neighbors
With

~

S @ A s @ Aandh: External magnetic field.

The MCE in HoMnOs single crystal is studied based on Monte Carlouktion using the

hamiltonian given by Eq. (I1.7) where random spireravchosen and then flipped with Boltzmann
based probability using Metropolis algorithm [2],e FGOH | %) The equilibrium properties
are reached when averaging the generated configurstarting from different initial conditions.

The data generated with steps per spin discarding the first¥ generated configurations, our

calculations were performed for a system with N= 60

The program used for calculations predicts the ofalhg thermodynamic quantities: the

magnetization, specific heat and the susceptibiitych are given respectively by:

/C:E EQ '%andng ;lT/ E / 3 (|7)
Y

X Z[—\]A / Y:_oa Nl opepg @ f (|8)

gh 73 i a jaf (1.9)

WhereE is the internal energy of the systeia,is the Boltzmann constant aNds the number of
spin in each sublattice. The isothermal magnetiey change was calculated using an integral

version of Maxwell’s relation:
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° n/ I\ <

p n\ o

WhereS, M, HandT are the magnetic entropy, magnetization, appliagmetic field, and the

I\ J<| q< (1.10)

temperature, respectively.

(@)

(b)

FIG. 5. (a)Temperature dependence of magnetization followiagiy for HOMBROs elements (b) Isothermal magnetic entropy changdiferent

applied magnetic field
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Fig.5. (a) presents the temperature dependenceaghetization following b axis for Hg Mn?

and Mrf*. | S| values are shown in Fig.5 (b) for several magrfigld. The magnetic field
variation from 0 to 7 T yields to a maximum of ety change of 12.20 J/Kg.K close to the value
reported by Balli et al [3] which is about 13.1 §/K. The maximum ofsrS| increases with
increasing the external magnetic field since thgmetic moments are governed by the interactions
of exchange between ions in a magnetic structussipg to a disordered magnetic configuration
(paramagnetic region).

Another important parameter that is usually usecdmpare the MCE is the relative cooling
power (RCP) which is defined as the product ofrtteximum isothermal magnetic entropy and the
full width at half maximum and it is given in Figa& the RCP reaches 353 J/Kg for an applied

magnetic field of 7 T. These results are comparaftte those reported in literature [3]

FIG. 6.Relative cooling power (RCP) as a function of thpleed magnetic field
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Conclusion

First principles calculations reveal that the sgtion magnetization reaches it maximum followihg t
easy axis b. The same calculations shows that #ie contribution to the MCE comes from Ho ions.
The MCE effect in HOMgOs single crystal is studied based on Monte Carlaigations giving similar
results compared to experimental study. This workfiems that the use of the intrinsic anisotropic
properties is a promising way to optimize the M@Erhagnetic refrigeration application at low

temperature regime.
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