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Abstract Developing cost-effective and more efficient nanocatalysts for the treatment of organic
pollutants from process industry is always challenging for the researchers working in the field of
chemistry, chemical, energy and environment engineering. In this work, a cost-effective and more
efficient nanocatalysts, i.e., Nickel Cobaltite nanocomposites and its Lanthanum (La) doped derivatives with controlled surface morphology has been synthesized at 393.15 K through single step sol–
gel method. The surface morphology, chemical composition, and crystal structure of the synthesized
nanocomposites were analysed by scanning electron microscopy (SEM), Fourier transformed infrared spectroscopy (FTIR), and X-rays diffraction (XRD), respectively. The rough surface and wellcrystallized metallic nanocomposites confirm the successful synthesis of nanocatalysts. The molar
ratio of Lanthanum to Cobalt (Lax:Coy) showed a significant influence on the surface morphology
and catalytic activity (Kapp = 0.15–0.47 min1) of the products. Synthesized nanocomposites
showed high catalytic activity for the reduction of methylene blue under solar irradiation. Photo-
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catalytic results for the reduction of methylene blue show that the catalytic activity of synthesized
nanocatalysts increases with the increase in the doping concentration of Lanthanum.
Ó 2020 The Author(s). Published by Elsevier B.V. on behalf of King Saud University. This is an open
access article under the CC BY-NC-ND license (http://creativecommons.org/licenses/by-nc-nd/4.0/).

1. Introduction
With growing concerns about organic pollutants and water
pollution, it becomes important to find suitable catalysts for
wastewater treatment in industrial processes. Metallic
nanocatalysts have been widely developed and synthesized
for their potential applications in the fields of catalysis
(Hussain et al., 2019), plasmonics (Trendafilov et al., 2019),
biosensors and medicine (Majdalawieh et al., 2014). Among
the various metallic nanomaterials, Nickel (Ni) and Cobalt
(Co) based nanomaterials are of special interest due to their
exceptional performance, low cost, low toxicity, natural abundance, and morphologies. Several researchers have attempted
the synthesis of Ni-Co nanoparticles and reported their potential applications in the fields of supercapacitors (Tseng et al.,
2013), electrochemistry (Chen et al., 2014) and biosensors
(Deepalakshmi et al., 2018). However, the development of
Ni-Co based metallic nanocomposites and their application
for treatment of organic pollutants has not been well explored
yet.
Nanoparticles have exceptional degradation behaviour due
to their nano size and large surface area which enable them to
be attached on the surface of any supporting material for the
reduction of toxic organic pollutants. Methylene blue (MB)
is a very toxic dye which may cause serious health problems
such as severe headache, fever, hypertension, allergy, mental
disorder, stomach and bladder irritations (Ramsay et al.,
2007; Harvey and Keitt, 1983; Mokhlesi et al., 2003). Therefore, the treatment of such hazardous dyes is very important.
One of the most effective techniques for the treatment of
chronic organic dyes is their photocatalytic degradation in
the presence of nanocatalysts, because they are reusable and
recyclable photocatalysts (Yola et al., 2014).
Metal nitrides have been recognized as new advance materials with exceptional electrical conductivity, catalytic reactivity, mechanical strength and interstitial alloy behaviour (Li
et al., 2017). Among other metal nitrides, Cobalt nitride has
attracted significant attention due to its superior electrical conductivity, chemical resistance and corrosion resistance (Zhang
et al., 2016). The ternary metal nitrides like NiLaxCoyO4 have
higher redox kinetics compared to binary metal nitrides and
execute superior catalytic and electrochemical properties
(Wang et al., 2016; Sun et al., 2015; Yuan et al., 2017). Therefore, the synthesis of nanocomposites of Ni, La, and Co
(NiLaxCoyO4) has been carried out and their catalytic activity
has been successfully tested for the reduction of methylene
blue. It is worthy to note that compared to conventional methods used for the synthesis of ternary metal nitrides, which are
generally complex, multi-step and that require high energy
input, the adopted sol–gel method is facile, single-step and
requires low energy input. Due to high production efficiency
and ease of production this method can easily be extended to
an industrial scale.

In this work, a facile, low cost, scalable and single-step onepot approach to develop a series of NiLaxCoyO4 nanocomposites catalyst through a sol–gel method is adopted. The synthesized nanocomposites are characterized by their morphology
and catalytic behaviour. The effects of La addition and change
in molar ratio of La and Co (Lax;Coy) in the NiLaxCoyO4
nanocomposites has been studied. The synthesized NiLaxCoyO4 nanocomposites showed excellent photocatalytic activity
towards the reduction of MB. To the best of authors knowledge, it is the first time that such an efficient catalyst based
on Ni, La and Co metal nitrides is being reported for the
reduction of an organic pollutant like MB.
2. Materials and methods
2.1. Materials
Nickel nitrate (Ni (NO3)26H2O, 99.9% purity), cobalt nitrate
(Co (NO3)26H2O, 99.0% purity), and lanthanum nitrate (La
(NO3)26H2O, 99.9% purity) were purchased from Merck,
Germany. The citric acid (C6H8O7, 99.5% purity) and ammonia solution (NH3, 33% purity) were purchased from BDH
chemicals, Pakistan. All the analytical grade chemicals were
used as received without any further purification. Ultra-pure
deionized (DI) water and freshly prepared solutions were used
during the experiments.
2.2. Synthesis of Nickel lanthanum-cobalt (NiLaxCoyO4)
metallic nanocomposites
Ni, La and Co nanocomposites were prepared by the sol–gel
method. Fresh solutions of Nickel nitrate (0.1 M), Cobalt
nitrate (0.2 M), Lanthanum nitrate (0.2 M) and citric acid
(0.3 M) were prepared in DI water. A homogeneous mixture
of all the chemicals was placed on the hot stirrer plate and
heated up to 393.15 K while stirring at 250 RPM. Ammonia
solution (2.0 M) was added dropwise for adjusting pH of the
solution to 7.0 and the reaction conditions were maintained
for 3 h. After the completion of the reaction, the synthesized
product was purified by washing with water and it was placed
in the vacuum oven for two hours at 50 °C and sintered at
400 °C for two hours in a muffle furnace. The amount of Ni
specie remained same in all the samples. Four samples with different concentration of La substitution (Lax:Coy) (0.00: 2.0,
0.05; 1.95, 0.1: 1.90, 0.15: 1.85 M) were prepared by following
the same protocol reported above.
2.3. Characterization
The surface morphology of the synthesized NiLaxCoyO4
nanocomposites was analysed by scanning electron microscope
(SEM, HITACHI SU800) at an accelerating voltage of 15 kV.
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Fig. 1 FE-SEM micrographs of synthesized NiLaxCoyO4 nanocomposites (a) NiLa0.0Co2O4 (b) NiLao.o5Co1.95O4 (c) NiLao.1Co1.9O4
and (d) NiLao.15Co1.85O4 nanocomposites.

2.4. Photocatalytic reduction activity of NiLaxCoyO4
nanocomposites
The photocatalytic activity was determined against an industrial dye, methylene blue. In a typical procedure, a light source
(450 W, Xe arc lamp) operated at 200 W was used for the photocatalytic degradation. The Light was passed through two filters, 10 cm IR filter and cut off filter (k > 300 nm), and it was
focused to the reaction mixture. The reaction mixture, 10 mL
of freshly prepared MB solution (1x10-4 M) mixed with 1 mg
of synthesized NiLaxCoyO4 nanocatalysts was loaded into
the Pyrex glass cell. 5 mL of the mixture was taken, and
UV–Vis spectroscopy was performed at different intervals of
time (min) in the range of 500–800 nm.
3. Results and discussion
Fig. 2 XRD
nanoparticles.

patterns

of

NiLaxCoyO4

(x = 0.0–0.15)

The phase formation, purity, and crystalline features of the
nanocomposites were determined by a powder X-ray Diffraction (XRD, Rigaku Smartlab) using Cu Ka radiation
(k = 1.54060 Å) operating at 40 kV. The samples were
scanned in the 2h range of 20-80° with a scanning speed of
2h/min. The chemical composition of the synthesized NiLaxCoyO4 nanocomposites was analysed by the Fourier transform
infrared spectrometer (FTIR, Nicolet iS50 110 V/lnGaAs).
The powder samples for FTIR were dried in the oven at
50 °C for two hours. The samples were scanned in the range
of 300–4000 cm1 with a scanning speed of 4 mm/min.

3.1. Characterization of NiLaxCoyO4 nanocomposites
The morphology of the synthesized NiLaxCoyO4 nanocomposites was examined using FE-SEM. Fig. 1(a) shows the surface
morphology of pure Nickel Cobalt nanocomposites (NiLa0.0Co2.0O4) and Fig. 1(b), 1(c) and 1(d) show the La-doped
Nickel Cobalt nanocomposites. The pictures highlight that
(i) all the samples have different surface morphology and (ii)
surface roughness increases with increasing the doping concertation of La in the synthesized NiLaxCoyO4 nanocomposites.
The phase composition and crystalline structure of the synthesized nanocomposites were analyzed using XRD. Fig. 2
shows that all the samples exhibited similar diffraction peaks,
that matches with the standard diffraction data (PDF. No. 731702) (Guan et al., 2019). XRD pattern showed characteristics
diffraction peaks at 35.5°; 43°, and 63° that corresponds to
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(3 1 1), (4 0 0) and (4 4 0) planes of face catered cubic (FCC)
structure, respectively. The crystallite size of NiLaxCoyO4
nanocomposites was calculated using the Debye–Scherrer
equation and found to be 15 nm. Such results confirm the
formation of pure and well crystallized NiLaxCoyO4 nanocomposites. It is also clear from the results that the intensity of the
characteristic diffraction peaks decreases with increasing the
doping concentrations of La. This behaviour can be due to
appearance of new amorphous regions by increasing the doping concertation of La. It is important to note that analysed
XRD results are in accordance to FE-SEM results.
The chemical composition of the synthesized NiLaxCoyO4
nanocomposites was analysed using FTIR and the results are
shown in Fig. 3. They confirm the successful modification of
Nickel Cobaltite nanocomposites with La. For the sample
(a) (NiLa0.0Co2.0O4), the band at 3,270 cm1 is attributed to
the –OH stretching of the molecular water and of hydrogenbond O–H group, and the sharp absorbance bands at 2,251
can be assigned to CH– symmetric stretching. The clear signal
at 1,360 cm1 is due to the symmetric vibrations of COO–. The
peak at 1,098 cm1 is attributed to the C–O stretching and
confirms the presence of C–O in the (NiLa0.0Co2.0O4). The
absorbance band at 804 cm1 can be attributed to the –CH2
twisting and C–COOH stretching. It is noteworthy that all
the characteristic peaks observed in NiLa0.0Co2.0O4 nanocomposites were also observed in all other samples that were doped
with different concentrations of La. The different small peaks
appearing between around 710, 850, and 1070 cm1 are due to
the stretching vibration of C–O in the NiLaxCoyO4 nanocomposites. It is important to note that FTIR results agree well
with previously reported findings (Zahariev et al., 2017;
Markova-Deneva, 2010) thereby confirming that NiLaxCoyO4
nanocomposites were successfully synthesized.
3.2. Photolysis of MB
As a control experiment, photolysis was performed to compare
with the adsorption and photocatalytic results. Dark reaction
was performed in the absence of UV and catalyst while photol-

Fig. 4

Dark reaction and photolysis of MB (12 mg/L).

ysis was performed with UV (in the absence of catalyst). Dark
reaction and photolysis were compared, and the results are
present in Fig. 4. It is evident from the results that about
94% MB is not degraded even after 1 h in dark condition. It
was also found that the MB could be degraded in the absence
of catalyst under UV irradiation but only very slowly because
even after 1 h, only 21% is degraded. El-Sharkawy et al. (ElSharkawy et al., 2007) observed that in the absence of catalyst
about 37% of MB do not degrade when irradiated with UV
even after 1500 min.
3.3. Catalytic reduction of MB
The catalytic performance of the synthesized NiLaxCoyO4
nanocatalysts was analysed in terms of the reduction of methylene blue (MB) to leuco-methylene blue (LMB). The catalytic
behaviour was evaluated by UV–Vis spectroscopy at different
time intervals and catalyst type. In the absence of the synthesized NiLaxCoyO4 catalysts, the characteristic absorption peak
of MB at k = 664 nm does not decrease even after 24 h. As
can be concluded from Fig. 5, under the same conditions,
the addition of prepared nanocatalysts results in the gradual
decrease in the absorption peak of MB at k = 664 nm with
an obvious change in the blue colour of MB, indicating the
reduction of MB into LMB. The intensity of the absorption
peak continues to decrease until the complete reduction of
the MB. Depending on the type of nanocatalyst sample, complete reduction is reached at different times.
The reaction rate constant (kapp) for the reduction of the
organic pollutant (MB in this study) was determined by using
Eq. (1).
lnðCt =Co Þ ¼ kapp t

ð1Þ

where Co shows the initial concentration of the pollutant and
Ct shows the concentration at a certain time t. According to
the Beer-Lambert law, the ratio of Ct/Co can be directly
obtained from the corresponding absorbance At/Ao. So, Eq.
(1) can be reconsidered as follow:
Fig. 3 FTIR
nanoparticles.

spectrum

of

synthesized

NiLaxCoyO4

lnðCt =Co Þ ¼ lnðAt =Ao Þ ¼ kapp t

ð2Þ
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Fig. 5 Absorption spectra for the photodegradation of MB in the presence of synthesized NiLaxCoyO4 nanocomposites (a) NiLa0.0Co2O4 (b) NiLao.o5Co1.95O4 (c) NiLao.1Co1.9O4 and (d) NiLao.15Co1.85O4 nanocomposites.

Fig. 6 (a) Plot of ln(At/Ao)versus time for the reduction of MB into LMD in the presence of synthesized NiLaxCoyO4 nanocomposites
(error bars represent the standard deviation of four replicates); (b) Schematic diagram for the photocatalytic reduction of MB into LMB.

According to Eq. (2), kapp corresponds to the slope from
the linear relationship between t and Ct/Co.
The effect of the different catalysts on the reduction kinetics
of MB was determined by measuring their catalytic behaviours. The reaction rates of all the nanocatalysts were determined and compared. As highlighted by Fig. 6, it was found

that the reaction rate of synthesized NiLaxCoyO4 nanocomposites increases with increasing the doping concentration of
La. The rate constant of NiLao.15Co1.85O4 nanocatalyst; containing the highest concentration of La (0.15 M) was 320%
(Kapp = 0.47 min1)
higher
than
NiLa0.0Co2O4
(Kapp = 0.15/min1) nanocatalyst; containing the lowest con-
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reduction of MB at room temperature without the assistance
of any other toxic chemicals. It can be concluded that developed nanocomposites can be a potential candidate for applications in areas, such as process wastewater treatment,
biosensors, catalysis, electrochemical, and supercapacitors.
This synthesis approach will be further extended for the synthesis of ternary metallic nanocomposites that may broaden
its area of applications.
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