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Abstract: We report an entirely new application of the experimental 

electron density (EED) in the study of magnetic anisotropy of single-

molecule magnets (SMMs). Among those SMMs based on one single 

transition metal, tetrahedral Co(II)-complexes are prominent, and their 

large zero-field splitting arises exclusively from coupling between the 

dx2-y2 and dxy orbitals. Using very low temperature single-crystal 

synchrotron X-ray diffraction data, we obtained an accurate electron 

density (ED) for a prototypical SMM, and we have used the 

experimental d-orbital populations to quantify the dxy-dx2-y2 coupling, 

which simultaneously provides us with the composition of the ground 

state Kramers doublet wave function. Based on this experimentally 

determined wave function, we calculate an energy barrier for 

magnetic relaxation in the range 193-268 cm-1, which is in full 

accordance with the previously published value of 230 cm-1 obtained 

from near-infrared spectroscopy. These results provide the first clear 

and direct link between ED and molecular magnetic properties. 

Introduction 

Understanding of magnetic anisotropy remains a key factor in the 

development of well-performing single-molecule magnets 

(SMMs).[1] Magnetic anisotropy arises from the interplay of ligand 

field and spin-orbit coupling (SOC) and acts to create an energy 

barrier for magnetic relaxation, which was first experimentally 

observed in a molecular cluster with twelve manganese ions 

(Mn12).[2] The theoretical foundation for magnetic anisotropy is 

firmly established for transition metal SMMs,[3] and depends on 

whether orbital angular momentum is quenched or not. 

Orbital angular momentum in transition metal compounds is 

associated with the (dxy,dx2-y2) and (dyz,dxz) orbital pairs as they 

are linear combinations of the ml = (±2) and (±1) functions, 

respectively.[4] Thus, an odd number of electrons in the 

degenerate pairs (dxy,dx2-y2) or (dyz,dxz) would contribute with 

angular momentum L=2 or L=1, respectively, due to their multi-

configurational nature, whereas (dxy,dx2-y2)2 or (dyz,dxz)2 electronic 

configurations lead to L=0 due to the Pauli exclusion principle. In 

other words, quenching of the orbital momentum is associated 

with the lifting of the degeneracy of these two orbital pairs. 

An unquenched orbital angular momentum will yield a large 

spontaneous splitting of the magnetic states in zero magnetic 

field, called zero-field splitting (ZFS). The size of this splitting 

quantifies the magnetic anisotropy of the system, and thus 

governs the height of the energy barrier for magnetic relaxation. 

In these cases, the ZFS is determined from the coupled spin and 

orbital angular momentum, generating MJ states, and it can be 

calculated a priori.[4] For any given molecule, partial quenching of 

the orbital angular momentum will lead to a decrease in the ZFS, 

explaining why significant effort is given to the design of 

molecules, in which the entire orbital angular momentum is 

preserved. This is, however, a tricky task, since the d-orbitals are 

strongly influenced by the ligand field because of their diffuse 

nature.[5] Therefore, this was achieved only for a few molecular 

geometries, for example, linear SMMs.[6] Recently, a linear dialkyl 

Co(II) complex was reported showing a maximal orbital angular 

momentum of L=3 due to a (dxy,dx2-y2)3 (dyz,dxz)3 (dz2)1 ground state 

configuration,[7] hereby achieving the largest theoretically possible 

ZFS for a Co(II) ion. 

When the orbital angular momentum is quenched by the ligand 

field, it can be reintroduced through the spin-orbit coupling 

(second-order orbital angular momentum). In such cases, L is no 

longer a good quantum number, and the system is treated as a 

pure spin system with spin-Hamiltonians (eq. 1), with the ZFS 

parameters (D and E) describing any splitting of the Ms states 

arising from effects of the SOC.[8]  

 

                                        �̂�𝑍𝐹𝑆 = 𝑆 ∙ �̿�′ ∙ 𝑆,                                        (1) 

 

where �̿�′ is a 3x3 tensor, which, when diagonalized and made 

traceless, gives the ZFS parameters as 𝐷 = 3/2 ∙ 𝐷𝑧𝑧
′  and 𝐸 =

1/2(𝐷𝑥𝑥
′ − 𝐷𝑦𝑦

′ ). The �̿�′-tensor can be approximated from second 

order perturbation theory as, 

 

                       𝐷′𝑎𝑏 = −𝜆2 ∑
⟨0|�̂�𝑎|𝐾⟩⟨𝐾|�̂�𝑏|0⟩

𝐸𝐾 − 𝐸0
𝐾≠0

                       (2) 
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where 𝜆 is the atomic SOC constant, |0⟩ is the spin-orbit free 

ground state, |𝐾⟩ represents the K-th excited state, and �̂�𝑎,𝑏 (a,b 

= x,y,z) is the orbital angular momentum operator. From eq. 1 and 

eq. 2 it is possible to establish a relationship between the ligand 

field splitting (i.e., d-orbital splitting) and the ZFS, which allows for 

design strategies for obtaining well-performing SMMs. These 

strategies rely on the minimization of the energy difference 

(denominator in eq. 2) between orbitals coupled through the �̂�𝑧 

operator, or in other words minimizing the quenching of orbital 

angular momentum. For a more elaborate explanation, we refer 

the reader to other relevant literature on this topic.[3, 9] 

The ligand field splitting is often estimated from theoretical 

calculations, as d-orbitals and their energies are not physical 

observables. However, using high-resolution single-crystal X-ray 

diffraction data to model an atom-centered experimental electron 

density (EED) following the Hansen-Coppens multipole 

formalism[10] provides rich information about a wide range of 

molecular and solid-state properties.[11] For instance, it is possible 

to project the EED in close proximity of the metal center onto 

atomic d-orbital functions,[12] thus leading to experimental d-orbital 

populations. This procedure represents the only known 

experimental technique to quantify the d-orbital populations, but 

up to now, only a few EED studies of SMMs have been 

reported.[13] Nevertheless, given information on the d-orbital 

populations, and thereby indirectly the ligand field splitting, an 

estimation of the ZFS should be within reach. 

In this contribution, we investigate the compound 

(HNEt3)2[CoII(L2-)2] (1), where H2L = bis(methanesulfonamido)-

benzene first published by Rechkemmer et al.[14] Compound 1 

shows extraordinary SMM properties with a quenched orbital 

angular momentum, but an unusually large ZFS. The authors 

ascribed this to a significant stabilization of the dxy-orbital, due to 

a highly distorted local coordination geometry around cobalt. This 

stabilization increases the contribution to Dzz (and hence D) as 

the �̂�𝑧 operator couples the dxy and dx2-y2 orbitals and the energy 

separation between these orbitals becomes very small in 1 (see 

Figure 1b).  
 

 
Figure 1. a) Molecular anion of 1 shown with 90% probability ellipsoids. Labels 
of representative atoms indicate color scheme. Counter-ion not shown. b) d-
orbital energy diagram for 1 in D2d symmetry, adapted from ref. [14]. 

 

In the present work, we propose a fundamentally new way of 

determining the energy barrier to magnetic relaxation, using the 

d-orbital populations obtained from a multipole model (MM)   

refined against single-crystal X-ray diffraction data. The work-flow 

is schematized in Figure 2, where the important part of the work 

is to establish the correlation between the d-orbital populations 

and the SOC wave function, and establish a prediction of the ZFS 

from the SOC wave function of the ground state. In Figure 2, each 

step has been assigned a letter (a-g) for easy reference.  

In the paper, we first briefly comment on the structure of the 

compound. Then we describe the ab initio calculation, and the 

SOC wave function obtained from it, and furthermore describe the 

correlation between the obtained calculation results and the d-

orbital populations (efc). From a large set of ab initio 

calculations of different tetrahedral Co(II) compounds, we are 

then able to establish a correlation between the ground state SOC 

wave function and the ZFS (fg). 

In order to verify that the projection of the Hansen-Coppens 

multipole formalism to the d-orbital functions provides accurate d-

orbital populations, we generate theoretical structure factors from 

the SOC wave function, and obtain the d-orbital populations from 

the theoretical electron density (fdc). Doing so, we can 

directly compare the predicted d-orbital populations from the SOC 

wave function (efc) and the Hansen-Coppens multipole 

formalism (efdc), to show their consistency. With this 

established, we turn our focus to the experimental ED, where our 

main focus is the d-orbital populations (the experimental 

description and modelling (abc) is described in detail in the 

SI). A direct conversion from the d-orbital populations to the ZFS 

(cfg) is not unique, since approximations are necessary in 

order to obtain the SOC wave function from the d-orbital 

populations (cf).  

Results and Discussion 

 
Figure 2. Illustration of the work-flow in the current work, showing the possible 

path from single crystal diffraction data to ZFS. 

 

The solid-state structure of 1 was determined by synchrotron 

radiation single-crystal X-ray diffraction measured at 20 K, and 

the structure of the complex anion is shown in Figure 1a (exact 

experimental procedure is described in SI). The geometry of the 

first coordination sphere of Co(II) can be described as a distorted 

tetrahedron where the distance between two pairs of nitrogen 

atoms is reduced to give D2d symmetry mediated by the rigid 

geometry of the bidentate ligand. Such geometrical distortion has 

previously been shown to give significantly enhanced SMM 

properties.[15] Furthermore, the two bidentate ligands are rotated 

such that the angle between the planes spanned by N(1A)-Co-

N(2A) and N(1B)-Co-N(2B) (screw-angle) slightly deviates from 

90o required for strict D2d
 symmetry, and thereby the molecule 
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exhibits no true symmetry (C1). Selected structural details can be 

found in Table 1, and the overall structural details are consistent 

with the previous structural report.[14] 

Table 1. Crystallographic information and selected bond distance and angles 

for 1 

Crystallographic information Bond distances (Å) and angles (o) 

Formula C28H52CoN6O8S4 Co-N(1A) 2.0230(3) 
Weight, g mol-1 787.94 Co-N(2A) 2.0142(2) 
Crystal system Orthorhombic Co-N(1B) 2.0216(3) 
Space group P212121 Co-N(2B) 2.0096(3) 
Z 4   
a, Å 12.161 (2) N(1A)-Co-N(2A) 80.543(11) 
b, Å 15.995 (2) N(1B)-Co-N(2B) 80.657(10) 
c, Å 18.301 (3) N(1A)-Co-N(1B) 121.337(7) 
T, K 20 N(1A)-Co-N(2B) 127.949(11) 
ρ, g cm-3 1.470 N(2A)-Co-N(1B) 128.213(9) 
µ mm-.1 0.06 N(2A)-Co-N(2B) 124.858(9) 
dmin, sinθ/λ 0.35, 1.43   
Nmeas  1226445    
Nuniq 86421 Screw-angle 85.10(1) 
Rrim, Rpim 0.0486, 0.0114   
Nobs, Nvar 80330, 651   
R(F), Rw(F2) 0.0124, 0.0167   
goodness-of-fit 1.0417   
Δρmax, Δρmin  
(e Å-3) 

0.492, -0.316   

 

CASSCF(7,5) and NEVPT2 calculations were performed with the 

DKH-def2-TZVP basis-set using the ORCA software[16] on the 

molecular anion of 1 using the geometry obtained from the X-ray 

diffraction experiment (see SI for more details about the 

calculations). These computations provide information about the 

electronic nature of the ground state and the SOC, and are the 

best estimates of the true electronic structure. In the following, we 

report the results (efc in Figure 2).  

The energies and states obtained from the calculations, including 

the d-orbital splitting scheme that is shown in Figure 1b, closely 

resemble those that were previously reported for this compound. 

[14] In Figure 3, the calculation results are summarized, and we 

observe the well-known splitting of the 4F ground state of a free 

d7-ion upon application of a tetrahedral crystal field into 4A2g, 4T2g, 

and 4T1g states. When the symmetry is lowered to D2d by the 

distortion described above, the 4T2g term splits significantly, such 

that the 4B2 state shifts closer to the ground state (4B1). In the D2d 

point group, these two states, which are by symmetry only allowed 

to couple through the �̂�𝑧 operator,[17][18] are associated with the 

following electron configurations (and hence d-orbital 

populations): 
 

B1
4 ∶ dxy

1 dyz
1 dz2

2 dxz
1 dx2−y2

2  

B2
4 ∶ dxy

2 dyz
1 dz2

2 dxz
1 dx2−y2

1  

 

When the ab initio ligand field theory (AILFT)[19] program in ORCA 

is used, the CASSCF active space is rotated such that the natural 

orbitals are in accordance with the input coordinate system to 

yield atomic d-orbitals. The intuitive understanding of the resulting 

CASSCF wave functions thus depends on the input coordinate 

system, which should be chosen in a chemically meaningful way. 

In our case, the coordinate system corresponds to the principal 

axes of the D2d point group (z-axis from cobalt to in-between 

N(1A)-N(2A), and x- and y-axis in-between N(2A)-N(1B) and 

N(1A)-N(1B), respectively). This allows for a straightforward 

analysis of the Slater determinants in the CASSCF expansions, 

as the occupancies are referring to the atomic d-orbitals. 

 

 
Figure 3. Energy level diagram of the 4F ground term, constructed from the 

results of the CASSCF(7,5), NEVPT2 calculation using the DKH-def2-TZVP 

basis-set based on the true symmetry (C1) and then constructed from the 

appropriate barycenters of the states. R3 is the spherical point group associated 

with the free ion, Td is the cubic point group associated with a perfect tetrahedral 

crystal field, the D2d point group is achieved by compressing the ligands pairwise 

as described in the text, and C1 is the actual point group symmetry of the 

complex anion. The energies are shifted in such a way that the ground state (1) 

energy corresponds to 0 cm-1. The detailed SOC-splitting of states (1) and (2) 

into four Kramers’ doublets are shown in the enlarged circular inset. 

The resulting CASSCF wave functions clearly show that the 

symmetry lowering from D2d to C1 (see Figure 3) did not 

significantly alter the composition of the two lowest CASSCF 

states, as the states consist almost exclusively of single Slater 

determinants (the full table is available in Table S2 in the SI): 

 
(1) ∶  99.8% dxy

1 dyz
1 dz2

2 dxz
1 dx2−y2

2  ; (2) ∶ 99.7% dxy
2 dyz

1 dz2
2 dxz

1 dx2−y2
1  

 

Therefore, states (1) and (2) can be associated with 4B1 and 4B2. 

After the application of SOC in the ab initio calculation, the 

resulting Kramers’ doublets (KDs) are linear combinations (given 

below as 𝑤 ∙ |(state), 𝑀𝑆⟩) of the states (1) and (2), whereas no 

higher-lying states are mixed into the Kramers’ doublets due to 

the large energy separation to 4E. The two lowest KDs, seen in 

the enlarged circular inset in Figure 3, originating from (1) are: 

 

KD1 ∶ 0.737 ∙ | 𝐵1
4 , ±3/2⟩ + 0.261 ∙ | 𝐵2

4 , ±3/2⟩ 

KD2 ∶ 0.916 ∙ | 𝐵1
4 , ±1/2⟩ + 0.073 ∙ | 𝐵2

4 , ±1/2⟩ 

 

We have quantified the composition of the KDs using the weights 

of the states and not the coefficients (for these, see Table S3 in 

SI), as the former represents the probability of a given state, and 

therefore are directly linked to the ED. The average electron 

configurations of the two KDs (i.e., the d-orbital populations) are 

then obtained as the sum of the product of the weights and the 

electron configurations of the corresponding states (an example 

is provided in Note S1 in the SI). This leads to the following 

expressions for the d-orbital populations of the KDs:  
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𝐾𝐷1 ∶ dxy
1.261dyz

1 dz2
2 dxz

1 dx2−y2
1.737    

𝐾𝐷2 ∶ dxy
1.073dyz

1 dz2
2 dxz

1 dx2−y2
1.916 ,  

 

Now we turn our attention to the prediction of the ZFS from the 

SOC wave function (fg). Since the diffraction experiment is 

performed at very low temperatures (20 K), only KD1 will be 

populated. Thus, in order to extract the energy barrier from the 

EED (i.e., the magnetically important energy difference between 

KD1 and KD2, from now on referred to as ΔK, which is linked to 

the barrier to magnetic relaxation via the Orbach process), we 

need to establish a relationship between the d-orbital populations 

of KD1 and ΔK.  

To achieve this, let us consider two extremes. First, if 4B1 and 4B2 

are infinitely far apart, equivalent to a very large energy separation 

between dx2-y2 and dxy, no coupling occurs, ΔK is zero (given that 

no other coupling is present), and KD1 and KD2 would exhibit 

identical d-orbital populations dxy
1 dyz

1 dz2
2 dxz

1 dx2−y2
2  corresponding 

to the 4B1 state. At the other extreme, we find the case where 4B1 

and 4B2 are degenerate, or equivalently that dx2-y2 and dxy are 

degenerate. In this scenario, the d-orbital populations for both 

KD1 and KD2 would be dxy
1.5dyz

1 dz2
2 dxz

1 dx2−y2
1.5  and hence the ground 

state would thus have L = 2, leading to ΔK = 343 cm-1 from first-

order SOC.[20] In-between these extremes we hypothesize the 

presence of a correlation between the degree of coupling, 

reflected in the d-orbital populations, and the size of ΔK.  

To examine this correlation we performed ab initio CASSCF(7,5) 

calculations on a large series of cobalt(II) based molecules with 

approximate D2d symmetry, all of which shared the same features 

of 1, i.e., that the spin-orbit free states (1) and (2) could be 

associated with 4B1 and 4B2. Upon plotting the calculated ΔK 

against the coefficient of 4B2 (i.e., √𝑤( B2
4 )) in KD1, we observed 

a linear relationship that could be convincingly fitted using the 

following expression with R2 = 0.9958 (see the SI):  

 

                            Δ𝐾 = 588√𝑤( B2
4 ) 𝑐𝑚−1 − 76  𝑐𝑚−1                       (3) 

 

It is clear that this relationship is only valid when the coupling of 

states (1) and (2) is significant, as eq. 3 does not predict ΔK = 0 

for w( B2
4 ) = 0. Nevertheless, given this relationship we are able 

to quantify the barrier for magnetic relaxation directly from the 

experimental d-orbital populations, as they provide information of 

w( B2
4 ) in distorted tetrahedral Co(II) complexes. 

To date, d-orbital populations obtained from a MM of X-ray 

diffraction experiments have been used qualitatively to address 

trends, but to our knowledge, never quantitatively. Therefore, we 

need to ensure that the Hansen-Coppens multipole formalism is 

actually capable of producing accurate d-orbital populations. To 

verify this, we use theoretical structure factors (TSFs). Recent 

progress in computational methods has provided access to 

precise ED from spin-orbit coupled states from an ab initio 

calculation,[16] and we subsequently obtain TSFs from a Fourier 

transformation of the ED.[21] Using these TSFs, we obtain a 

theoretical ED-model (TED) using the MM formalism, and 

examine whether this MM gives d-orbital populations comparable 

to those predicted directly from the wave function composition of 

the KDs, seen in column 2 and 3 in Table 2 (fdc in Figure 2). 

The TSFs were calculated from the Boltzmann-averaged ED of 

KD1 and KD2 at 20 K (which is nearly identical to the ED of KD1, 

as the Boltzmann ratio is 9.8∙106 at 20 K). TSFs from the ED of 

KD2 were also produced, reflecting the ED of the first excited 

state. The resulting d-orbital populations are given in Table 2, 

while details of the MM refinements are given in the SI. There is 

a striking agreement between the MM d-orbital populations 

(columns 4 & 5) and the predicted electron configurations for KD1 

and KD2 (columns 2 & 3) for dz2, dx2-y2, and dxy. The small 

deviation from 1.0 electron in dyz and dxz in columns 4 & 5 can be 

ascribed to the fact that these form anti-bonding orbitals in this 

compound, and thus receive some electrons from the ligands 

involved in the relevant covalent interactions. We note that the 

slight increase in these two orbitals matches precisely the 

increase in the total population of the d-shell.  

Thus, we conclude that the MM can provide d-orbital populations 

with extraordinary accuracy. However, it includes the effects of 

metal-ligand charge transfer that are not accounted for in the 

simple prediction from the ab initio wave function.  

Table 2. d-orbital populations obtained from the direct analysis of the ab initio 

results of KD1 and KD2 (columns 2 & 3), from the multipole refinement using 

theoretical structure factors produced from KD1 and KD2 (columns 4 & 5) and 

experimental structure factors (column 6). Important values are highlighted in 

bold font for the “Ab initio prediction” and “Theoretical structure factors”, and the 

difference in d-orbital populations between experiment and KD1 obtained from 

TSFs is shown in the last column. Accumulation of errors based on the refined 

multipole parameters have provided the uncertainties given in parentheses in 

column 6.  

 

 Ab initio prediction MM - TED MM - EED 

 KD1 KD2 KD1 KD2 d-pop 
 EED-

TED(KD1
) 

dyz 1.000 1.000 1.060 1.063 
1.200(7

) 
0.140 

dxz 1.000 1.000 1.092 1.095 
1.209(7

) 
0.117 

dxy 1.261 1.073 1.266 1.083 
1.423(7

) 
0.157 

dx2-y2 1.737 1.916 1.739 1.921 
1.790(7

) 
0.051 

dz2 2.000 2.000 1.993 1.989 
1.867(7

) 
-0.126 

Total 6.998 6.989 7.151 7.152 7.489 0.337 

 

It should be noted that it is of great importance to use the same 

radial functions in the MM that is used in the ab initio calculation. 

Otherwise, the assumption that the transformation between 

multipole population parameters and d-orbital populations builds 

on becomes invalid.[12] We note this here, as this is not the default 

in the used MM software, where single-zeta Slater functions are 

commonly used rather than the ones derived from atomic wave 

functions (see SI for further details).  

We now turn our attention to the experimentally obtained d-orbital 

populations, which, if theory were correct and the experiment is 

flawless, should give populations identical to those for the 

electronic ground state, KD1. As we have shown recently, the use 

of novel detector technologies in combination with synchrotron X-

ray sources allows us to obtain extremely accurate data and, 

subsequently, highly reliable EED models,[22] and we are 

therefore confident that the data quality is state-of-the-art. 

However, numerous published EED studies have presented 

reliable d-orbital populations based on less accurate data. 

The experimental populations are listed in Table 2, column 6, 

along with the deviation from KD1-populations in column 7. The 
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experimental results for 1 correctly predict the relative d-orbital 

energies as dz2<dx2-y2<dxy<dxz≈dyz, from the assumption that a 

larger population corresponds to a stabilization of a given orbital, 

in complete accordance with Figure 1b. Furthermore, the large 

population of the dxy orbital is an indication of the significant 

coupling of the dx2-y2 and dxy orbitals, i.e., close proximity of states 

(1) and (2).  

Instead of jumping directly to an experimental estimate of ΔK from 

the raw d-orbital populations, we need to consider whether the 

observed differences in d-orbital populations between TED(KD1) 

and experiment necessitates a modification of the populations 

(Figure 4). 

Firstly, the total population of all d-orbitals is 0.337e larger for the 

experimental d-orbital populations compared to the TED, 

indicating an increased electron donation from the ligands to the 

metal center. There are no indications that this results from the 

use of the MM as the ab initio populations are the same as the 

ones from TED, and it is, therefore, reasonable to assume that all 

the extra electrons found in the EED result from donation to the 

anti-bonding dyz and dxz orbitals. However, after subtracting the 

excess electrons in the dyz and dxz orbitals from the total (7.489 – 

0.209 – 0.200 = 7.08), we still have an excess of 0.08 electrons. 

The only reasonable origin for this must be charge transfer to dxy, 

indicating that this orbital is partly anti-bonding, contrary to the ab 

initio results, whereas dz2 and dx2-y2 are non-bonding. Therefore, 

we subtract 0.08e from the dxy population, and are left with 

modified d-orbital populations, in which all electron transfer 

effects have been removed, and thus should reflect the best 

estimate of populations directly comparable with the ab initio 

prediction: 

dxy
1.343dyz

1 dz2
1.867dxz

1 dx2−y2
1.790 . 

 

This modification process is sketched in Figure 4. 

Secondly, we note that although the dz2 and dx2-y2 orbitals are not 

allowed to couple through any of the �̂�𝑥,𝑦,𝑧 operators, the 

experimental dz2 population differs significantly from the expected 

value of 2.0. There are two possible explanations for this: 1) 

electron density has been transferred from dz2 to dx2-y2 due to the 

near-degeneracy of the two orbitals (Figure 1b), even though this 

is theoretically forbidden. This assumption suggests that 0.126e 

have been transferred to dx2-y2; or 2) it could be due to the 

symmetry-allowed mixing of 3dz2 and 4s orbitals, which has 

previously been shown to decrease the dz2 orbital population and 

does not add any electrons to the other d-orbitals.[13b] These two 

cases are considered below in cases C and B, respectively. 

 
Figure 4. Schematized modification of the d-orbital populations. The dashed 

arrows symbolize the fractional electrons in the d-orbital populations (i.e., the 

population exceeding 1.0e). Here some electrons in the dxy orbital are removed 

in the subtraction, indicated by a slightly more transparent dashed arrow in the 

right scheme.  

  

We find three equally good estimates (A-C) for the ground state 

wave functions, and thus the ZFS, all starting from the modified 

populations (path cf in Figure 2): 

A. We make no further alterations to the populations and assume 

that the population of 1.79 in the dx2-y2 represents the weight (0.79) 

of the ground state 4B1 and that the remaining contribution is from 

the first excited state 4B2. In doing so, we obtain the following 

wave function for the ground state (GS): 

𝐺𝑆(𝐴) ∶ 0.790 ∙ | B1
4 ⟩ + 0.210 ∙ | B2

4 ⟩ 

 

B. We assume the missing electrons in dz2 are due to the 3d – 4s 

mixing and, therefore, it does not affect the dxy and dx2-y2 orbitals. 

By taking the populations of the dxy and dx2-y2 orbitals, we get the 

wave function 0.790 ∙ | B1
4 ⟩ + 0.343 ∙ | B2

4 ⟩, which after 

normalization gives: 

𝐺𝑆(𝐵) ∶ 0.724 ∙ | B1
4 ⟩ + 0.276 ∙ | B2

4 ⟩ 

 

C. The missing electrons in dz2 are due to interaction with dx2-y2 

and are thus subtracted from the dx2-y2 population, giving the 

electron configuration dxy
1.343dyz

1 dz2
2 dxz

1 dx2−y2
1.657 , which leads to the 

following wave function: 

𝐺𝑆(𝐶) ∶ 0.657 ∙ | B1
4 ⟩ + 0.343 ∙ | B2

4 ⟩ 

 

By applying the empirically observed relationship between ground 

state electron configuration and ΔK (eq. 3) we find the barriers 

193, 233, and 268 cm-1 for the three situations A-C. 

This is a fascinating result as it outlines the composition of the 

lowest Kramers doublet as well as the energy splitting between 

the two lowest Kramers doublets. Intriguingly, this is based 

exclusively on the EED model combined with the well-established 

fact that only dx2-y2 and dxy orbitals are involved in the splitting of 

the lowest Kramers doublets in these distorted tetrahedral Co(II) 

complexes.[14-15, 23] Furthermore, the predicted energy-splitting 

interval, 193-268 cm-1, contains very well the value of 230 cm-1 

previously obtained from ab initio calculations, NIR-spectroscopy, 

and DC magnetometry.[14]  

The analysis protocol presented herein shows the unexploited 

potential of modern ED-related experiments. In this work, the 

energy barrier is analyzed solely from the perspective of the 

‘degree of coupling’ between two orbitals. We find this intriguing, 

as this model is valid for molecules both with an unquenched and 

with a quenched orbital angular momentum. The ZFS parameters 

D and E that are usually reported for these types of complexes[24] 

can include any effects arising from the spin-orbit coupling, thus 

lacking interpretability, whereas the coupling in this work is 

directly evaluated. 

Lastly, we note that a topological analysis of the EED locates bcps 

between oxygen atoms and the hydrogen atoms on the methyl 

groups directly bonded to sulfur. This O…H bond is a weak, but 

well-known interaction,[25] and is an excellent explanation for the 

driving force behind the deviation away from D2d symmetry. 

Exchanging the hydrogen atoms of the methyl groups with more 

electronegative atoms such as fluorine would possibly hinder the 

appearance of this intramolecular interaction, and potentially lead 

to a more symmetrical molecule. 

Conclusion 
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With the new improvements in detector technologies, combined 

with low temperatures and synchrotron radiation, we have 

obtained extremely high-quality diffraction data that enabled the 

modeling of the EED distribution in 1, leading to experimental d-

orbital populations. Theoretical structure factors generated from a 

calculated wave function showed that the Hansen-Coppens 

multipole formalism is capable of reproducing the expected d-

orbital populations from an ab initio calculation to an 

unprecedented accuracy, paving the way for a more rigorous and 

quantitative analysis of the d-orbital populations. 

The experimental and theoretical d-orbital populations differed 

significantly from each other, and an analysis of the differences 

showed that the metal-ligand charge transfer was more 

substantial than what was estimated from the TED. More 

importantly, we obtained a direct relationship between ΔK and the 

ground state SOC wave function composition, making it possible 

to determine ΔK directly from the d-orbital populations of an EED. 

By analyzing the barrier for magnetic relaxation this way, we 

enable an equal treatment for SMMs exhibiting both quenched 

and unquenched orbital momenta. Here we note that this analysis 

is valid only for compounds where the coupling of the dxy and dx2-

y2 orbitals is solely responsible for the ZFS, but we believe that it 

can be extended to include all possible couplings. Research on 

that front is currently the focus of our lab.  

We will continue to explore the potential of diffraction methods in 

molecular magnetism, and we believe that the current study will 

serve as an excellent example of the kind of information that can 

be obtained from ED experiments.  
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Here, we have used the experimental electron density obtained from 20 K synchrotron X-ray diffraction data to quantify the zero-field 

splitting parameter in a Co(II) based single molecule magnet. The methodology uses the d-orbital populations to derive the ground 

state wavefunction composition, which is shown to be strongly correlated to the zero field splitting. 
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