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Abstract

In this contribution we present numerical simulations of rapid failure in brit-
tle materials using a dynamic damage law. The model is deduced from a
microscopic Gri th-type criterion describing the dynamic mode | propaga-
tion of microcracks, using a homogenization method based on asymptotic
expansions. The resulting damage law is sensitive to the loading rate that
in uences the macroscopic failure modes. Finite Element simulations are per-
formed in order to identify the model predictions and the obtained numerical
results are compared with the experimental ones. Compact tension and L-
shape specimen tests for concrete materials, compact compression test for
the PMMA brittle polymers and Kaltho impact test for limestone rocks
are considered in the numerical simulations. We show that the loading rate
essentially determines the macroscopic crack trajectory and the associated
branching patterns. The obtained results are in good agreement with those
reported in the experimental works.
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1. Introduction

In the last decades, many experimental, numerical and theoretical works
have been published on the dynamic failure of quasi-brittle materials (e.g.,
Reinhardt, 1982; Banthia et al., 1987; Larcher, 2009; Ozbolt et al., 2012;
Freund, 1998; Bischo et al., 1991; Ozbolt et al., 2006; Bede et al., 2015;
Malvar and Ross, 1998; Klepaczko et al., 2001; Brara and Klepaczko, 2006;
Weerheijm and Van Doormaal, 2007; Forquin and Erzar, 2010; Erzar and
Forquin, 2014).

For the mode | fracture of concrete, most of the experimental works fo-
cused on the strain-rate dependance of the tensile strength, mainly by using
indirect methods such as split Hopkinson bar tests leading to spalling failure
after re ection of the initial compression wave at the free end of the specimen
(e.g., Malvar and Ross, 1998; Klepaczko et al., 2001; Brara and Klepaczko,
2006; Weerheijm and Van Doormaal, 2007; Forquin and Erzar, 2010; Erzar
and Forquin, 2014). However, in more general tests the rate of loading not
only in uences the tensile strength but also the fracture mode by inducing
di erent crack trajectories or multi-branches crack systems.

For concrete specimens, the compact tension and L-specimen experiments
performed by Ozbolt et al. (2013, 2015) indicate that the increase of the
loading speed changes the failure paths showing pronounced deviations from
the quasi-static propagation direction and the formation of multiple branches.
Rittel and Maigre (1996a,b) used the compact compression specimen test to
characterize the initial kink angle and the dynamic fracture toughness of
PMMA under transient loading. The authors showed that the initial kink

angle increases with impact velocity. The classical Kaltho 's test leading



to mode | failure under shear impact loading has been used by Bertram
and Kaltho (2003); Bertram (2008) for brittle limestone rocks. A specic
development of multi-branches crack system is observed at high loading rates.
The aim of the present contribution is to reproduce all these experimental
results using a recently proposed dynamic damage model of microstructural
origin.

Despite the important advancements achieved during the last decades
by the Fracture Mechanics approaches, they still remain di cult to apply
for the modeling of complex multi-crack systems. The distributed damage
models are particularly interesting for this task. Rate-dependent viscous-type
damage laws has been proposed, for instance, by Dubé et al. (1996); Allix
et al. (2003)). E orts have been done to construct damage evolution models
accounting for microstructural evolutions, like those proposed by Fanella et
al. (1988); Ren et al. (2011); Kirane et al. (2015).

It is known that the propagation of the microcracks plays an essential
role in the failure of quasi-brittle materials like concrete and rocks. This
motivates the construction of multiscale damage models based on explicit
evolutions of microcracks. Such a dynamic damage law has been proposed
in Keita et al. (2014); Dascalu (2018) to predict the rapid failure of brittle
materials. The model is deduced from evolving microstructures consisting of
microcracks propagating dynamically, in mode I, by adapting the asymptotic
homogenization method (Dascalu et al., 2008).

This dynamic two-scale damage model is adopted in the present contri-
bution to reproduce the experiments reported in Ozbolt et al. (2013, 2015);
Rittel and Maigre (1996a); Bertram and Kaltho (2003). Finite Element si-



mulations of these tests are performed and the results are compared with
the experimental ones, with special emphasis on the loading rate e ects on
dynamic failure modes. It will be shown that all these experimental results
concerning di erent types of loading rate e ects on fracture can be success-
fully simulated with the adopted damage model.

The paper is organized as follows. In Section 2, the dynamic damage
model is presented. Subsequently, the results of the numerical simulations are
presented for the four tests in Sections 3-6, respectively. General conclusions

are nally formulated.

2. Two-scale damage model

In this section we give the basic equations of the dynamic elasto-damage
model. For details concerning the homogenization procedure leading to the
macroscopic damage law presented here, the reader is referred to Keita et al.
(2014) and Dascalu (2018).

All the mechanical elds are assumed to depend on the space variables
X1; X2; X3 and the timet. The equations at the macroscopic scale are obtained
using the asymptotic homogenization method for a locally periodic micro-
fractured medium. The elementary period is a square of sizehat contains
one centered traction-free microcrack of lengthand the damage variable is
de ned as the normalized lengthd = =", also representing the length of a
microcrack in a unit cell. The small-scale local periodicity assumption allows
for spatial variations of the macroscopic variablal(x;;t), corresponding to
smooth variations of the microscopic crack lengthwith xed period size ".

To formulate the initial multi-crack problem, we denote by ,J the stress



eld and by u; the displacement eld. The momentum balance equations

are : )
@ij - @Ui (1)
@x @1

and the linear elasticity constitutive relations :
., = Qi & (u’) (2)

where the linearized strain tensor is; (u”) = 3 g—i + % . For an iso-

tropic, homogeneous solid, the linear elasticity tensor has the forayg =
(1+)(E—12) ikt %( k j + i k), WhereE is the Young modulus, is
the Poisson ratio and j is the Kronecker symbol.

On microcracks boundaries, traction-free conditions are assumed :
Nj = O (3)

where N; are the components of the unit normal vector on the crack faces.
Periodicity conditions are assumed on the outer boundaries of the cells of
size". After the use of the asymptotic developments, in the unit cell problem
crack-face type loadings are present depending on the macroscopic deforma-
tion (Dascalu et al., 2008; Keita et al., 2014). These conditions are equivalent
with those of periodicity via an imposed macroscopic strain. When the mi-
crocracks are approaching the cell boundaries we can reasonable assume that
the failure occurs in the corresponding macroscopic point.

The application of the asymptotic homogenization method (Dascalu et

al., 2008; Keita et al., 2014) lead to the macroscopic equation of motion

@; _ @u

@x @

(4)



and the homogenized stress-strain law
i = Ciu (d)eq(u) ©))

for the macroscopic displacement;;(x;;t) and damaged(x;;t) elds, with
the e ective coe cients Cj depending on the damage variabld.

In the previous works (Dascalu et al., 2008; Francgois and Dascalu, 2010;
Dascalu et al., 2010; Wrzesniak et al., 2015; Dobrovat et al., 2015) the co-
e cients Cjy (d) were obtained by computations on the unit cell containing
a single crack and with periodic boundary conditions. The particular orien-
tation of microcracks lead to damage induced anisotropy and, as shown in
Dascalu et al. (2008), ford = 1 the normal sti ness vanishes as the conse-
guence of the coalescence of micro-cracks in the periodic system.

In the present contribution we will adopt the classical expression of Da-

mage Mechanics as the linear approximation @ (d) :
Ciw (d)=(1  d) aju (6)

where g are the elastic coe cients of the virgin material, assumed to be
homogeneous and isotropic. In all the simulations presented in the following
chapters, the specimens can be considered as macroscopically isotropic, with
microcracks developing in various directions at the small scale. For special
cases, like those of strati ed materials, anisotropic response should be assu-
med as a consequence of preferential directions of microcrack evolution.

The propagation of microcracks is described at the macroscale by the
evolution in time of the damage variabled(x;;t) at a given material point. In
order to obtain a damage evolution law, a speci ¢ approach has been propo-

sed in (Dascalu et al., 2008; Francois and Dascalu, 2010; Keita et al., 2014;
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Dascalu, 2018) starting from a Gri th-type microscopic fracture criterion
involving the dynamic energy release rate at the microcrack tips (Freund,

1998) : 2

G = lim (CRR LI nj@—;ds @)
where
1 " " 1 " )
U= Eamnkl ai(u)em(u) ; T= > %’[%’[ (8)

are respectively the elastic and the kinetic energy densities. Hergis a circle
of an in nitesimal radius r surrounding the crack tip andn is the outward
unit normal on the cercle ,.

The microcrack propagation is assumed to be symmetrical with respect
to the center of each period and it occurs when the energy-release r&€
reaches the critical fracture energyG of the material. More precisely, the

evolution of microcracks is gouverned by the following relations :

o]

G Gc;a

. dl " —
o,a(ed G.=0 (9)

Using the homogenization approach proposed in Keita et al. (2014); Das-

calu (2018) one obtains the following damage relation :

1dGCiy (d
d - ( )exkl (u)eg (u) + ..gczbv)

> dd =0 (10)

The universal functiong(v) of the crack-tip speedv makes the link between
the dynamic and the quasistatic energy release rat&" = g(v)G and can

be approximated by the formula (Freund, 1998) :

gv) (@ CLR) (11)

where Cr is the Rayleigh wave speed.
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The velocity of the microcrack tips can be written aw = —(— = —oLand
the combination with (11) in (10) leads to the dynamic damage evolution

law : * +

d= 2Cr 1+ G

" O
where hti represents the positive part. If we introduce the damage energy-

(12)

release rateY = %Mek (u)e; (u), then the evolution law reads :
2
=2 4 & @)

We note that thermodynamic compatibility is assured via the macro-
scopic free energy function = %CW (d)eq(u)e;j (u) as a potential for the

associated elds

@ @
i= = ;Y= — 14
for the macroscopic stresses; = Cjq (d)eq(u) and the damage energy-

release rateY de ned before, with Gy (d) = (1 d) & -

The damage law (13) contains the parametél. Its physical meaning is
that of mutual distance between neighbor microcracks in the locally periodic
system. The in uence of" on the macroscopic response has been illustrated
and explained in details in previous works (Dascalu et al., 2008; Keita et
al., 2014; Dascalu, 2017). To illustrate this dependency, in Fig. 1 the uniaxial
stress-strain and damage-strain curves are given for three micro-structural
lengths, with the parameter = 1:4. We note that for smaller values of the
strength is increasing, the damage initiation is delayed and the behavior is
more brittle.

It is important to note that in real specimens the distribution of micro-

cracks is much more complex than the periodic one assumed for the construc-

8



(a) (b)

Figure 1: Stress (a) and damage (b) response for micro-structural lengths = 8e 4m,

"=z 4 3mand"”" =2 2m.

tion of the model. In this case, the model has to be used with a "microscopic
length of the equivalent periodic system" that would provide realistic damage
evolutions. This implies calibrations of' depending not only on the material
but also on the geometry and the loading type of the specimen.

In the law (13) the volumetric energy release rat¥ is driving the damage
evolution and its expression is symmetric with respect to tension or compres-
sion deformations. To avoid physically unrealistic failure in compression, we
consider only the positive partY. in the equation (13). Following Miehe et

al. (2010), we de ne the positive part of the energy-release rate as :

Ye= (1 d) X htr [e(u)]i® + e (u)?]) (15)

20+ )1 2) 2@+ )"
with hi the positive part and tr the trace operator. Heree. (u) represents
the positive strain tensor, corresponding to the positive parts of the principal
strains in the spectral decomposition oé(u).

The particular expressions (6) of the e ective coe cients combined with

9
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Figure 2: Stress-strain (a) and damage-strain (b) curves for two values of the exponent

= land = 14

the homogenized damage law (13) assure an isotropic elasto-damage res-
ponse. As concerns the parameter, already introduced in Dascalu (2017),
we illustrate in Fig. 2 its in uence on the local macroscopic response pre-
dicted by the elasto-damage model. The stress and damage responses for
a constant strain-rate uniaxial strain path are plotted for the exponent va-
lues = 1land = 1.4. We note the in uence on the post-peak response :
while for = 1 we get a more brittle response, for = 1:4 the softening
regime corresponds to a quasi-brittle behavior, with complete failure reached
asymptotically. In the following sections, this last value will be used in the
simulations for concrete and limestone while for the PMMA material the
value =1 will be considered.

In the next sections, the coupled elasto-damage system (4), (6), (13) and

(15) will be numerically solved to reproduce dynamic failure tests.
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Figure 3: Geometry (a) and mesh (b) of the compact tension specimen.

3. Compact tension test

The Compact tension (CT) test is a classical experiment that can be used
to determine the tensile strength of concrete. It is schematically represented
in the Figure 3a. Under quasistatic loadings, a single crack is initiated at
the pre-existing notch tip and propagates in the direction normal to that of
the applied loading. At high loading rates, more complex failure modes are
developed, as reported in Ozbolt et al. (2013). Our aim in this section is to
numerically model the CT test using the previously described damage model
and to analyze the loading rate in uences on failure by comparison with the
experimental results in Ozbolt et al. (2013).

The length, height and thickness of the specimen used in the compact
tension test are200mm, 200mm and 25mm, respectively. The specimen
contains an initial notch of length64mm and width 18mm with a rounded
tip. The upper side of the notch is blocked, while a constant velocity is
applied on its lower side.

The material properties of concrete are those reported in the experiments :

11



Young's modulus = 36 GP a, Poisson's ratio = 0:18 mass density =

2400kg=m® and fracture energyG., = 65 J=m?. For the present simulations,

the appropriate value of the microstructural length has been found to be
=3 mm.

The two-scale damage model was implemented in the nite element code
Abaqus Explicit (ABAQUS, 2013) through a VUMAT subroutine. The do-
main is discretized using linear, reduced-integration hexahedral elements.
Fig. 3b shows a typical nite element mesh used for computations, with ap-
proximate element size ofl mm.

The analysis in Dascalu (2017) showed that for the present model the
damage localizes in regions of size of about the order"ofTo assure mesh
objectivity we need to consider Finite Element meshes with element size
smaller than the microstructural length and this will generally be the case in
the simulations considered in the present contribution.

Three loading rates are considered : &= 0:5m=s, b) v=1:4m=sand c)

v = 3:3m=s. In Fig. 4 the experimental results (left side) reported in Ozbolt
et al. (2013) and the corresponding numerical simulations (right side) are
presented. We note that for the velocityv = 0:5m=s, closer to the quasi-
static regime, a single crack is formed starting from the tip of the notch and
propagating in a direction approximately parallel to that of the notch.

When the rate of the applied displacement is increased 0= 1:4m=s,
we observe that a curved fracture path is formed showing a general tendency
of mode change from pure mode | to mixed mode propagation, with a shear
component induced by the loading applied on the right face of the notch. It is

important to remark that this mixed-mode rupture at the macroscopic level is
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Figure 4: Experimental (left) and numerical (right) failure patterns for compact tension
test corresponding to the loading velocities : (a)v = 0:5m=s, (b) v = 1:4m=s, (c) v =

3:3m=s

obtained using a damage model based essentially on the mode | propagation
of microcracks.

Another speci c feature of the rapid crack propagation retrieved in the

13



(@) (b)

Figure 5: The reaction versus time response for displacement rates (a) = 1:40m=s,
(b)v = 3:3m=s, reproduced from Ozbolt et al. (2013).

casev = 3:3m=sis the branching of the main crack. Micro-branching events
are observed in the cases b) and c) as a result of the velocity increase (Das-
calu, 2018) and are precursory to the macroscopic branching taking place at
about half length of the main crack forv = 3:3m=s. We note that the nu-
merical simulations follow closely the experimental observations concerning
this particular fracture trajectory.

The results of the numerical simulations also show the development of se-
condary damage e ects close to the notch side where the loading is applied.
Such deterioration zones can be observed on the lips of the notch on the
images of the physical specimens, with less important extend. Further ana-
lysis is necessary to determine how to control these e ects, that will be also
retrieved in the L-shaped test given in the next section. However, performed
simulations with deactivation of the damage evolution in these areas showed
similar results on the global failure evolution and dependency of the loading
rate.

In Fig. 6, we represent the computed reaction on the xed boundary of

14



the notch as function of time. These results should be compared with the
experimental ones (Ozbolt et al., 2013) reproduced in Fig. 5. We observe
rather similar time evolutions of the reaction with agreement of the peak

values for both applied velocities. We also remark that the peak value is
increasing with the displacement rate.

The peak values of the reaction are compared in Fig. 7 with those obtai-
ned experimentally (Ozbolt et al., 2013), for the three applied velocities. The
maximum reaction is plotted as a function of the corresponding displacement
rate in logarithmic scale. The predicted evolution approaches the experimen-
tal values with a more rapid increase betweem= 0:5m=sandv = 1:4m=s
and di erences of maximumlkN between theory and experiment. One rea-
son for the discrepancies between the measured and predicted values could be
the fact that the complex loading system, with steel frames, used in (Ozbolt
et al., 2013) has not been modeled numerically in the present simulations.
For high values of the loading rate, the model predictions are more accurate,

with even better calibration possibilities when restraining to these range of

(@) (b)

Figure 6: Numerical reaction versus time for displacement rates (a)v = 1:40m=s, (b)

v =3:3m=s.
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Figure 7: Numerical and experimental results for peak load at three loading rates of
CT-test

applied velocities.

We nally address the question of the objectivity with respect to the
nite element mesh. It is well-known that the rate-dependent models and,
in particular, the viscous damage models introduce a regularizing e ect and
avoid pathological mesh dependency. For a more detailed study concerning
the mesh objectivity of the present damage model we refer the reader to
Dascalu (2017).

To illustrate the in uence of the element size in the simulations for the
Compact Tension test, we show in Fig. 8 the failure paths for two meshes
having element sizes df mm and, respectively,0:5mm, in the case of loading
velocity v = 1:4m=s. We can remark that the overall failure paths are quite
similar, with slightly modi ed trajectories and more pronounced branching
e ects in the case of the re ned mesh. The later e ect can be understood in

the light of branching instabilities and the triggering role of the FE mesh, as
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Figure 8: Compact tension test : simulations with FE meshes of a) element size 4 mm

and b) element size =0:5mm.

discussed in Dascalu (2018). The comparison of the peak loads with the ones

presented in Fig. 7 also revealed good agreement.

4. L-shaped specimen test

The second example we consider is the L-specimen test for concrete, as
described by Ozbolt et al. (2015). The geometry the L-shaped block of width
500mm, height 500mm and thickness50mm is illustrated in Fig. 9a. A
vertical displacement is progressively applied, at constant ratg on a circular
area of diameter30mm at the bottom free side of the specimen (arrow in
Fig. 9a), which center is situated at30mm distance of to the left edge.
Rectangular bottom regions on the front and back sides are blocked, they
are represented in red color in Fig. 9a.

The concrete material parameters are those reported in the experiments :
Young's modulusg = 32:2GPa, Poisson's ratio = 0:18 mass density

= 2210kg=n? and fracture energyG, = 58:5J=m?. The microstructural
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Figure 9: Geometry, dimensions, loading (a) and FE mesh (b) for the L-shaped concrete

specimen.

length has been calibrated to = 0:006m. Finite Element computations are
performed with ABAQUS software. The domain is discretized with linear
displacement tetrahedral elements which size is aboRt5mm. A typical FE
mesh used is shown in Fig. 9b.

Four loading rates are considered in the numerical simulations : &)=
0:35m=s, b) v = 0:74m=s, ¢c) v = 1:1m=s and d) v = 2:4m=s. The frac-
tured specimens obtained in the experiments (Ozbolt et al., 2015) and the
corresponding ones resulting from computations with the present model are
presented in Fig. 10.

As observed in the experiments, for low displacement rates a single crack
is formed starting from the interior corner and, after a partial advancement
in the diagonal direction, it tends to approach the direction normal to the
applied loading. This corresponds to the classical mode | opening and it is
retrieved in the numerical simulations. In the last regime, just before perco-

lation, the numerical solution becomes highly unstable with a tendency of
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19
Figure 10: Experimental (left) and numerical (right) failure patterns for the L-specimen

test for loading velocities : (@) v = 0:35m=s, (b) v = 0:74m=s, (c) v = 1:1m=s and (d)

v=2:4m=s.
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Figure 11: Experimental load-displacement response (Ozbolt et al., 2015) for applied velo-
cities larger than 740 mm/s (a) and corresponding numerical curves for three displacement

rates (b).

developing more distributed failure. This could be linked with the capacity
of the model to induce rate-type viscous damage regularization for the mesh
dependency and the fact that this regularization is less e ective at low rates
of loading.

With the increase of the applied velocity, the failure mode changes from
the opening mode to the shear mode. The macroscopic crack path is approa-
ching progressively the loading direction, which corresponds to the classical
mode Il fracture.

A second feature, already observed in the previous example, is the bran-
ching of the main crack forv = 2:4m=s. As in the compact tension test, we
remark the relatively good agreement between experimental and simulation
results concerning the branched fracture paths.

In Fig. 11 the experimental load-displacement curves (Ozbolt et al., 2015)
and the corresponding numerical repsonse fer= 0:74m=s, v = 1:1m=s

and v = 2:4m=s are given. Similitudes between numerical and experimen-
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Figure 12: Numerical and experimental values of the peak loads vs the loading rate for

the L-specimen test.

tal curves can be noticed for the peak values, while the softening regimes
are quite di erent. Supplementary ingredients should be incorporated in the
model to also retrieve the experimental behavior close to complete failure.

It can be observed that the peak load increases with the applied dis-
placement rate and its numerical values are close to the experimental ones.
In Fig. 12, the peak load obtained for the three velocities is plotted as a
function of the corresponding displacement rate in logarithmic scale together
with the experimental values reported in Ozbolt et al. (2015). As in the case
of the compact tension test, while for low velocities some di erence can be
noticed, for higher loading rates measured and computed values are in good
agreement.

In order to illustrate the in uence of the size of the FE mesh elements on
the damage simulations we give in Fig. 13 the failure paths for two meshes

with element sizes o2.5mm and 1:25mm, respectively, in the case of the
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Figure 13: Mesh independence of L-shaped specimen test : a) element siz&%5mm and

b) element size =1:25mm.

loading speedv = 740 mm=s. Rather similar crack evolutions can be obser-
ved, with only a slight deviation induced by a branching event. The mesh
size has small in uence on damage evolution and this is also true for the peak

load values that are close to the ones in Fig. 12.

5. Compact compression specimen test

The third example we consider is the compact compression specimen
(CCS) test. Following the experiments reported in Rittel and Maigre (1996a,b),
we simulate the mixed-mode dynamic crack initiation and propagation in a
PMMA sample under impact loading. The geometry of the specimen is repre-
sented in Fig. 14a, the major dimensions beirgdmm of width and 70mm of
height. It contains two notches of dimensionstmm 16mm and 20mm
35mm, with semicircular tips. The impact is modeled as an applied velocity
over a region ofl6:5mm long on the bottom left side, corresponding to the

diameter of the Hopkinson bar used in the experiment.
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Figure 14: Geometry (a) and mesh (b) used in the simulations of the CCS test.

The PMMA material parameters are those reported in the experiments :
the dynamic Young modulust = 5:76GP a, the Poisson ratio =0:42, the
mass density = 1180kg=n? and the fracture energy ofG. = 350J=m?. The
calibrated microstructural length is = 3:5e “m.

Simulations are performed in the Abaqus/Explicit code on a two-dimensional
domain discretized with plane strain 4-node bilinear elements with reduced
integration and hourglass control. A typical nite element mesh is shown in
Fig.14b with the approximate element size 0®:08mm.

The computed fracture paths are illustrated in Fig. 15. Depending on the
value of the impact velocityv, the crack initiation angles with respect to the

vertical direction are di erent. For v

10 m=s the failure initiation takes

place at an angle of26°, while for v

20 m=s the damage computations
provide a higher angle o62°. These results are in perfect agreement with
those measured in the experiments by Rittel and Maigre (1996a). These

authors have found an initial crack angle oR®® 22° for v = 10 m=s and
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Figure 15: Fracture paths with their initiation angle for the CCS test with impact velo-

cities : (a) v=10m=s, (b) v =20 m=s.

V elocity Experiment Simulation

10m=s 2@ 22 26°

20m=s 61° 62 62

Table 1: Kinking angles measured by Rittel and Maigre (1996a) and predicted values in

the numerical simulations of the CCS test.

of 61° 62 for the impact velocity v = 20 m=s. These experimental and
simulation results are reported in Table 1. The two-scale damage model shows
good prediction capacity concerning the fracture initiation direction in the
CCS test on PMMA samples.

In order to illustrate the role of the inertial e ects, accounted by the

damage model, we represented in Fig. 5 the evolution of the kinetic energy
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Figure 16: Kinetic energy vs time in a damaged element a) and in a neighbor undamaged

element b) for two impact velocities.

in two neighbor elements of the Finite Element mesh for the impact velocities
v = 10m=s and v = 20 m=s. The left gure a) corresponds to a damaged
element while the right one b) to an undamaged element. The corresponding
damage dissipationY d-in the damaged element, integrated over a time step
of le 10sis shown in Fig. 5 for the two applied velocities.

We note a substantial increase of the kinetic energy accompanying the
damage evolution, as a consequence of the microscopic inertial e ects around
the microcrack lips. The comparison with the undamaged element clearly
shows that the origin of this particular evolution is the microcrack growth.
The peak value of the kinetic energy corresponds to the time the the element
is damaged. For high impact velocities, these inertial e ects are ampli ed.

In Fig. 18, simulations of the CCS test are presented for two mesh ele-
ment sizes 0:16mm and 0:08mm, under the impact velocity ofv = 10 m=s.
The failure paths are represented in a small region close to the pre-existing

notch tip. Despite the di erent microbranching patterns, we can remark that
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Figure 17: Dissipation vs time in a damaged element and on a time step of 1e-10 s, for

two impact velocities.

the kinking angles with respect to the notch direction are similar, with a

value of about26°.

() (b)

Figure 18: Compact compression specimen test simulations for two FE meshes with a)

element size =0:16mm and b) element size =0:08mm.

6. LECEI test on limestone specimens

In this last example we attempt to model the Loading Edge Cracks by

Edge Impact (LECEI) test on Solnhofen limestone rock described in Bertram
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Figure 19: Geometry and loading (a) and FE mesh (b) for the LECEI test.

and Kaltho (2003); Bertram (2008). A specimen with an edge notch is
submitted to a impact shear loading and develops mode I failure in a direction
inclined with respect to that of the notch and the impactor.

A schematic representation of the LECEI experiment is given in Fig. 19a.
The specimen dimensions are00mm  200mm, with an initial notch of
length 200mm and width 1mm having a rounded tip of semicircular shape.
A constant velocity vp is applied on half of the left upper part, initiating a
compressive wave that produces a shear loading state at the tip of the notch.

The Solnhofen limestone material properties are those reported in the
experiments : Young's modulu€ = 62 GP a, Poisson's ratio = 0:3, mass
density = 2600kg=m® and fracture energyG. = 14:7J=m?. The micro-
structural length used for the computations is = 8e ®m.

The computations are performed under plane stress conditions in the
Abaqus/Explicit code, with linear triangular elements of approximate size
2e °m. Such a mesh is presented in Fig. 19b.

In order to estimate the in uence of the impact velocityvy on the failure
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Figure 20: Crack patterns of LECEI test corresponding to impact velocities : (a)vg =

12m=s, (b) vo =15 m=s, (c) vo = 18 m=s.

mode, simulations were performed for the valueg = 12 m=s, v = 15 m=s
and vp = 18 m=s. The resulting crack paths over a period o40s are presen-
ted in Fig.20. A mode | crack is formed and propagates in the lower part of
the specimen. It can be remarked that for the small impact velocity a single
crack is formed, while for the higher velocity multiple branchings are develo-
ped. This multi-branch fracture system corresponds well to the experimental
observations reported in Bertram and Kaltho (2003); Bertram (2008) and
reproduced in Fig. 21.

For a more precise comparison between the model predictions and expe-
riments, we present in Fig.21 the failure evolution events from Bertram and
Kaltho (2003); Bertram (2008) and the corresponding states obtained by
simulations with the present damage model, over a time interval @0s . We
remark the good correspondance between the two series of fracture events
over the whole time range, from the early stages with a single main crack to
the multiple-branches crack system formed when approaching 40 s .

The damage paths obtained by simulations of the LECEI test with two

FE meshes of element size : & °m and b) 1e > m are given in Fig. 22. The
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Figure 21: Crack propagating events in LECEI test on limestone rocks : (a) experimental
images from Bertram and Kaltho (2003); Bertram (2008) and (b) FE simulations with

the two-scale damage model.

re nement of the mesh has not important e ects on the damage evolution

and the main branching events occur in similar way in the two simulations.

7. Conclusions

A two-scale model of damage, based on the dynamic mode | evolution
of microcracks, has been used to simulate dynamic failure experiments like
the compact tension and L-shaped specimen tests for concrete, the compact
compression test for the PMMA polymer and the LECEI test on brittle

limestone rocks. The analysis focused on the in uence of the loading rate on
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Figure 22: Simulations of the LECEI test with two FE meshes of element size : aPe *m

and b) 1e >m.

the failure mode, with di erent crack trajectories and branching e ects, by
comparing the model predictions with the experimental results.

The model has been implemented in the commercial Finite Element code
Abaqus/Explicit and simulations of the dynamic failure tests have been per-
formed in two or three-dimensional framework.

The results of the computations for the compact tension and L-specimen
tests showed that for low loading rates the fracture path is approximately in
the opening mode, while for higher applied velocities it switches to a mixed
mode, with a tendency of approaching the mode Il and with associated crack
branching e ects. This speci c in uence of the loading rate has been observed
experimentally and it was retrieved in the present simulations.

Computations for the compact compression test allowed us to evaluate

the in uence of the impact velocity on the crack initiation angle. It has been
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shown that the kink angle increases with the value of the applied velocity
and that the obtained numerical results are in agreement with those reported
in the experiments.

The development of mode | fracture under shear loading has been studied
for the Kaltho 's LECEI test on brittle rocks. In this last example, the
analysis concerned the development of the multi-crack system as the result
of branching of the main crack at high impact loadings. Comparison with
experimental images showing the failure evolution over the whole time range
provided good correspondence with the simulation results.

A study of the mesh size dependence of the FE simulations has been
performed for each test considered and the results showed relatively small
in uences. The main failure modes have been obtained independently of the
mesh, for su ciently small element sizes.

The four tests considered in the present contribution, involving di erent
types of loading, failure modes and constitutive materials, allowed us to eva-
luate the prediction capacity of the two-scale damage model. The essential
experimental features concerning the e ects of the loading rate on dynamic
failure have been retrieved in the simulations.

Despite the fact that the model is based only on mode | microcrack
growth, macroscopic mixed-mode dynamic fracture e ects have been cor-
rectly reproduced. Further improvements of the present model may include

the incorporation of the mixed mode propagation at the microscopic scale.
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