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Abstract 

The jerky flow of Al-Mg alloys is investigated during tensile tests at imposed strain rate and 

room temperature. The strain and strain rate dependences of the magnitude of the stress drops, 

the range of plastic instability and the critical strain for the onset of serrations are studied in 

connection with the Mg content. In the low strain rate part of the strain rate range of instability, 

the critical strain decreases with the Mg content. The critical strain rate corresponding to the 

minimum of the critical strain vs. applied strain rate curve shifts to larger values when the Mg 

content increases. This behavior leads to an enlargement of the strain rate domain of inverse 

behavior of the critical strain, at the expense of the domain of normal behavior. In the high 

strain rate part of the range of instability, the critical strain does not depend on the Mg content. 

These results are discussed in accordance with dynamic strain aging mechanisms. 
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1. Introduction 

It is well established that the jerky flow of alloys or the Portevin–Le Chatelier (PLC) 

effect originates in dynamic strain aging (DSA), i.e., a dynamic interaction between solute 

atoms and mobile dislocations: the solute atoms diffuse to and pin mobile dislocations during 

their temporary arrest at local obstacles (forest dislocations, precipitates, etc.) [1,2,3]. Two 

diffusion mechanisms have been considered to substantiate DSA. In the first one, it is assumed 

that solute atmospheres form by bulk diffusion around mobile dislocations during their 

temporary arrests at obstacles. Such a mechanism is enhanced by the nucleation of vacancies 

during deformation [4,5]. In the second mechanism, referred to as pipe-diffusion, solute 

atmospheres first form around forest dislocations, before solute atoms diffuse along their lines 

toward mobile dislocations during their waiting time [6-9]. The diffusion of solute atoms toward 

mobile or forest dislocations has distinct effects on plasticity. Diffusion to mobile dislocations 

directly affects plasticity and the PLC phenomenon by modulating the motion of these 

dislocations. Diffusion towards forest dislocations contributes to hardening by raising the 

strength of the obstacles to dislocation motion, which only indirectly influences plasticity. The 

additional pinning of dislocations becomes more efficient and the overcoming of obstacles more 

difficult when the waiting time increases, i.e. when the applied strain rate decreases, at the 

opposite of the “normal” thermal activation trend. The strain rate sensitivity (SRS) of the flow 

stress may therefore become negative if, in a certain range of plastic strain, strain rate and 
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temperature, the solute atoms and dislocations have comparable mobility. Negative SRS and 

the elastic interactions responsible for the spatial coupling of dislocations lead to their repeated 

collective breakaway from solute clouds and to strain localization into narrow bands, which 

results in serrated stress-strain curves at constant applied strain rate [10-18]. 

Three types of PLC deformation bands, associated to three distinct kinds of strain 

localization, have been commonly reported at constant applied strain rate [13-17]. At very low 

strain rates, type C static bands appear randomly on the sample surface, due to weak spatial 

coupling between plasticity events, and produce large drops on the stress-strain curves. Type A 

bands appear at large strain rates and produce weak undulations on the stress-strain curves. 

They are characterized by continuous propagation due to strong spatial coupling of dislocation 

ensembles. At intermediate strain rates, marginal spatial coupling gives rise to type B hopping 

bands (apparent propagation) and to regular stress drops on the stress-strain curve. There is an 

increasing propensity to propagation with increasing applied strain rate and/or decreasing 

temperature. 

For an imposed strain rate aε& , the uniform tensile plastic flow becomes unstable beyond 

a certain critical plastic strain cε  and, usually, remains such until failure by necking of the 

sample. At a prescribed temperature, cε  first decreases, then increases when the applied strain 

rate aε&  increases [14,19,20]. The descending branch of the curve )( ac εε &  reflects “inverse” 

behavior (meaning that such behavior is a priori not expected from a thermally activated 

mechanism), and corresponds to type C and B bands. In this strain rate sub-domain, the bands 

can also switch from type B to type C with increasing strain [14]. The ascending branch of the 

curve )( ac εε & , reflects “normal” behavior, and corresponds to instabilities of type A. In the strain 

rate range where the behavior of the critical strain switches from ‘‘inverse’’ to ‘‘normal’’, 

instabilities shift from type A to type B with increasing strain [14,19,21]. As suggested above, 

the normal behavior is well explained by DSA models [3,4], but the inverse behavior is still a 

matter of controversy. In a plausible interpretation, to be developed in what follows, inverse 

behavior has been associated with large initial densities of mobile dislocations while low 

densities have been seen as promoting normal behavior [22].  

In Al-Mg alloys, several studies have shown that Mg is the solute element responsible for 

DSA [8,23-25]. Indeed, the Mg content significantly affects jerky flow characteristics such as 

the range of instability, the magnitude of the stress drops or the reloading time between two 

successive stress drops. However, with the exception of [14], there are very few studies devoted 

to the dependence of the critical strain on the Mg content, particularly in the inverse behavior 

range of strain rates. In the present work, we study jerky flow in five Al-Mg alloys with different 

Mg contents during tensile tests at imposed strain rate and at room temperature. We analyze the 

effects of the Mg content on the size of the stress drops and on the critical strain for instability 

when the applied strain rate is varied. These effects are discussed in relation with the diffusion 

of Mg atoms and the DSA mechanism. 

 

2. Experimental procedure 

Five Al-Mg alloys of different Mg content were used in this study. Their chemical composition 

in weight percent are given in Table 1. Polycrystalline flat samples were machined in the rolling 

direction and deformed in tension at room temperature with a hard testing machine (i.e., with 

constant driving velocity) at strain rates in the range 10-6–10-1 s-1. Due to DSA, the uniform 

tensile plastic flow is unstable in these conditions. The resulting PLC bands and their 

spatiotemporal aspects were studied in earlier reports, using in particular white light 

interferometry [14,26], digital image correlation [16,21,26] and infrared thermography 

[21,26,27].  
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Alloy Mg Mn Si Fe Cu Zn Ti Cr 

Al-1%Mg 0.904 1.086 0.200 0.488 0.027 0.005 0.012 0.015 

Al-2%Mg 1.998 0.079 0.098 0.270 0.020 0.006 0.016 0.194 

Al-2.5%Mg 2.606 0.028 0.125 0.199 0.070 0.010 0.008 0.210 

Al-3.2%Mg 3.218 0.475 0.165 0.296 0.055 0.043 0.035 0.094 

Al-4.5%Mg 4.448 0.421 0.400 0.413 0.10 0.250 0.148 0.053 

Table 1: Chemical compositions of the Al-Mg alloys (in wt.%) 

 

3. Results and discussion 

3.1. Stress vs. strain curves and magnitude of the stress drops 

For an imposed strain rate ranging from 10-6 to 10-1 s-1, the uniform tensile plastic flow 

of the investigated alloys becomes unstable beyond a certain critical plastic strain and remains 

such until failure by necking of the sample. At a given strain, the flow stress decreases when 

the strain rate increases, i.e. the SRS is negative. The average value of the SRS, calculated 

between two strain rates, decreases with strain, which suggests that DSA is favored by further 

straining. In what follows, both true strain and engineering strain are used in analyzing 

deformation curves. Fig. 1 shows serrated stress-strain curves in Al-2%Mg, Al-2.5%Mg, Al-

3.2%Mg and Al-4.5%Mg alloys at the same applied strain rate of 2.38×10-4 s-1. The figure 

suggests that jerky flow is strongly influenced by the Mg content, as show the shift of the critical 

strain and the increase of the stress drop size when it increases. 

The size σ∆  of the stress drops is one of the most conspicuous characteristics of the PLC 

instabilities. It reveals the degree of heterogeneity of the plastic flow. Indeed, the deformation 

becomes more heterogeneous as σ∆ increases [8,14,15]. Before studying the effect of the Mg 

content on σ∆ , we examine the strain and strain rate dependence of the latter. Fig. 2 depicts its 

strain dependence in the Al-3.2%Mg alloy for various strain rates.  The figure shows that σ∆  

increases with strain and decreases with increasing strain rate. Similar results were obtained in 

the Al-2%Mg, Al-2.5%Mg and Al-4.5%Mg alloys [14], and confirmed by the weak type A 

undulations observed in an Al-1%Mg alloy [26]. The strain rate dependence of the stress drop 

size can be cast into the power law form: 
λεσ −∝∆ &         (1) 

The exponent λ  is weakly dependent on strain and on the Mg content, and it is almost constant 

and close to 1/3. This result agrees with those of Ling and McCormick [7], Pink and Grinberg 

[8] and Schwink and Nortmann [9]. This value corresponds to the pipe diffusion of solute Mg 

atoms through forest dislocation cores. In the Cottrell-Bilby law [5], which provides the 
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concentration of the solute atoms moving towards dislocations by bulk diffusion, the exponent 

 
Fig. 1. Serrated stress-strain curves at strain rate 2.38×10-4 s-1 for various Al-Mg alloys at 

room temperature. For a better view, the curve of the Al-4.5%Mg alloy is shifted downwards 

by 50 MPa and the curve of the Al-3.2%Mg alloy is shifted upwards by 40 MPa. 

 

is given the value 3/2=λ . In all the alloys of the present study, λ  is much closer to 1/3 than 

2/3. This result suggests that pipe diffusion is more relevant than bulk diffusion in our 

experiments.  

 
Fig. 2. Strain dependence of the magnitude of the stress drops at room temperature and  

at various strain rates in the Al-3.2%Mg. 

0.02 0.03 0.04 0.05 0.06 0.07 0.08 0.09 0.1
160

200

240

280

320

360

σ (
M

P
a
)

ε

Al-4
.5%Mg

Al-3
.2%Mg

Al-2
.5%Mg

Al-2
%Mg

0.05 0.10 0.15 0.20

0

5

10

15

20

.

.

.

    Al-3.2%Mg

 ε = 2.38 10
-4
 s

-1

 ε = 1.19 10
-3
 s

-1

 ε = 5 10
-3
 s

-1

∆σ
 (

M
P

a)

ε



 5

 

For a given applied strain rate, the evolution with the strain ε  of the stress drop size σ∆  

can be approximated by a power law [8,12] 
θε∝σ∆         (2) 

where the exponent θ  depends on the applied strain rate and Mg content. The evolution of θ  
with strain rate is plotted in Fig. 3 for four alloys and for an Al-5%Mg alloy studied by Pink 

and Grinberg [8]. The figure clearly shows that the exponent θ  increases with the applied strain 

rate and Mg content. 

 
Fig. 3. Strain rate and Mg content dependences of the parameter θ , comparison with  

Pink and Grinberg [14] results in the Al-5%Mg alloy. 

 

The above effects of strain, strain rate and Mg content on σ∆  can be explained by the standard 

model of DSA, in a version recently used in the reference [28]. In this paper, the waiting time 

wt  of dislocations at local obstacles is written as  

V
t

f

w

2/1−

=
ρ

        (3) 

where fρ  is the forest dislocation density, 
2/1

f

−ρ  the mean free path of mobile dislocations 

between forest obstacles and V the dislocation velocity. An Arrhenius dependence is assumed 

for the latter, in the form: 

)exp(
0

0
S

VV sh σσσ −−
=       (4) 

Here, 0V is a reference velocity, 0S
 
is the SRS of the flow stress in the absence of solute effects, 

hσ the Taylor (forest) hardening stress and sσ the additional pinning stress due to aging. In turn, 

0V  can be written as: 2/1

00

−= fV ρυ , where 0υ  is a constant reference frequency for dislocation 

unpinning. The Taylor hardening stress is taken in the Bayley-Hirsch form: 
2/1

fh b ρµασ =        (5) 
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where α  is a constant, µ  the shear modulus and b the Burgers vector modulus. Following 

Louat [29] the pinning stress is written as:  

))(exp(1( 3/1

0 τσ as tf −−=       (6) 

where at
 
denotes the aging time, τ  is the characteristic time for solute diffusivity and 0f

represents the pinning stress at saturation, an increasing function of the Mg content. As already 

suggested above, the exponent 1/3 stands for pipe diffusion. From Eqs.(3,4,6), the chain 

differentiation rule provides the variation of the waiting time wt  with 0f , and consequently 

with the Mg content: 
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all other factors being held constant (*). As it is positive, the waiting time increases with the Mg 

content, which allows more time for diffusion. Hence, the pinning stress becomes larger, not 

only because its saturated value becomes larger, but also because large values are reached more 

easily during the waiting time. Consequently, DSA becomes more efficient and the size of the 

stress drops becomes larger. This effect is similar to that taking place when the applied strain 

rate is decreased in the range of instability. Note also that the waiting time is strongly stress-

dependent during a single test, which generates unsteadiness of the deformation process. In 

particular, the chain differentiation rule applied to Eqs.(3,4,5) provides the variation of the 

waiting time with the forest dislocation density 
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all other factors being held constant. Considering � = 0.7, � = 28.5 ��, � = 0.286 ��, 

ρf=1013m-2 and S0=3MPa [31-33], and assuming that the mobile density increases with 

increasing forest density, a plausible assumption in monotonous loading, Eq.8 shows that the 

waiting time increases with increasing mobile dislocation density. Again, this is more time 

allowed for the diffusion of solute atoms towards arrested dislocations, larger stress drops and 

a more efficient DSA. 

 

3.2. Effects of Mg content on the domain of instability and on the critical strain  

As already mentioned, the uniform tensile plastic flow becomes unstable beyond a certain 

strain rate-dependent critical strain Cε . Fig. 4 shows an example of serrated stress-strain curves 

in the Al-3.2%Mg alloy at the applied strain rates of 2.38×10-4 s-1, 5×10-3 s-1 and 5×10-2 s-1. The 

dependence of Cε  on the imposed strain rate was studied in several earlier papers [12,14,20-

21], with the following results. At low strain rates, Cε  shows inverse behavior and the band type 

is C or B. At a certain critical strain rate Cε& , the behavior switches from ‘‘inverse’’ to ‘‘normal’’, 

and the band type switches from C-B to A. Cε&  is the strain rate leading to the lowest critical 

strain in the strain rate range for instability. It correlates with the gradual change of the PLC 

bands from continuous propagation (type A) to intermittent progression (type B) with 

increasing strain. This crossover was thoroughly studied in the Al-3.2%Mg alloy using infrared 

thermography [21]. In addition, we observed some correlation between the plastic strain at 

failure rε  and the critical plastic strain Cε when the strain rate is varied [14]. 

 

                                                 
(*) Note that the time derivative of the aging time dynamics may depend on the waiting time, as in McCormick 

model [30]. However, this does not imply a one-to-one correspondence between aging time and waiting time. 
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Fig. 4. Serrated stress-strain curves in the Al-3.2%Mg alloy, at various applied strain rates, 

showing the critical strain switch from ‘‘inverse’’ to ‘‘normal’’ behavior when the applied 

strain rate increases. For a better view, curves at 5×10-3 s-1 and at 5×10-2 s-1 are shifted 

downwards by 40 MPa and 80 MPa respectively. 

 

 

Fig.5 shows the strain rare dependence of the critical strain for the studied alloys with 

different Mg content. We show in particular that Cε  decreases with decreasing Mg content at 

low applied strain rates, and that it is weakly dependent on this quantity at high strain rates. 

Thus, the strain range of instability increases if the Mg content is decreased, which may seem 

paradoxical. Independently but similarly, Balík et al. [22] showed that the critical strain 

decreases with the initial mobile dislocations density at low applied strain rates. Indeed, at such 

strain rates, when the initial mobile density is large, the critical strain is large and it shows 

inverse behavior. When this density is lowered by an appropriate treatment, the critical strain 

is low and it shows normal behavior. Thus, the range of instability increases if the initial mobile 

dislocations density is decreased. A unified explanation for these two similar trends can be 

given by considering the parallel influences of the dislocation density and Mg content on the 

effectiveness of pipe diffusion. At a low strain rate in the range of instability, ample time is 

available for diffusion, particularly when the Mg content and the dislocation density are large, 

as shown above. In such a situation, the saturation level of the pinning stress is reached quickly 

during the waiting time. Therefore, stress drops cannot take place, which implies that instability 

is delayed to larger strains, i.e. the critical strain tends to be larger.  Clearly, pipe diffusion is 

less effective if the applied strain rate is slightly increased from the chosen value. Therefore, 

inverse behavior of the critical strain can be expected. Conversely, the waiting time decreases 

if the dislocation density and/or the Mg content are low. Then the diffusion is less effective and, 

although the SRS is still negative, the saturation level of the pinning stress may not be reached 

during aging, even at low applied strain rates. Such a situation gives rise to unstable plastic flow 

at small strains, and therefore to low critical strains. It may be such that the inverse behavior of 
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the critical strain is impeded, as observed in [22] when the dislocation density is maintained at 

a low level.  

 

Fig. 5 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5. Applied strain rate dependence of the critical plastic strain for different Al-Mg alloys. 

Inset: Effect of heat treatment (annealing at 400°C for 2h) on the critical strain in the Al-

2%Mg, according to Ziani et al.[18]. 

 

For reasons of continuity of the curve )( aC εε & , increasing the Mg content has also consequences 

on the critical strain rate Cε&  where the behavior of the critical strain switches from inverse to 

normal. The dependence of Cε&  on the Mg content is depicted in Fig. 6. The figure shows that 

Cε&  shifts to higher values when the Mg content increases, which amounts to enlarging the 

inverse behavior range at the expense of the normal behavior range. This result is in agreement 

with those obtained from the experimental curves )( aC εε &  reported by Král and Lukáč [19] in 

Al-2.6%Mg and Al-4.8%Mg alloys, and by Chihab and Fressengeas [34] in Al-0,9%Mg and 

Al-2%Mg alloys. The shift of Cε&  as a function of the Mg content can be interpreted as follows. 

Let 121, CCC >  be two Mg concentrations, and let 1Cε&  be the critical strain rate for the 

concentration 1C . Consider a strain rate ε& , equal or slightly larger than 1Cε& : 1Cεε && ≥ , and the 

positive increment of strain rate ε&d : εεε &&& >+ d . In this increment, the waiting time decreases 

by the amount  0<ε&Wdt  and the critical strain increases by 0>Cdε . Now, consider the alloy 

with Mg content 2C , everything else being equal. At strain rate ε& , the increment ε&d  now entails 

a variation Wdt  of the waiting time such that: 0>+= WCWW dtdtdt ε&  
with 0<ε&Wdt

 
and 0>WCdt , 

with the consequence 0<Cdε  because the positive variation of the waiting time 0>WCdt  due 

to the Mg content increase is larger (in absolute value) than the negative variation 0<ε&Wdt  

arising from the increase of strain rate. Hence, the behavior of the critical strain Cε  switches 

from normal to inverse at the strain rate ε&  when 1C  is changed into 12 CC > .  
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Similar behavior of the critical strain and of the critical strain rate can be obtained by controlling 

the initial mobile dislocation density. Indeed, we observed from the curves )(C εε &  obtained in 

the Al-2%Mg alloy in cold-rolled and annealed states that Cε
 
is smaller in the descending part 

of the curve, and that 
Cε&  has a smaller value, in the annealed state [20]. Our measurements 

indicate that the internal stresses are less significant in the latter state, as could be expected, and 

that the dislocation density is lower (see Fig.2 in [20]).  According to the above analysis, the 

waiting time is therefore smaller at low strain rates in the annealed state, which induces a 

smaller a critical strain as well as a smaller critical strain rate, as indicated in the inset of Fig.5.  
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Fig. 6. Effect of the nominal concentration of Mg on Cε& , the minimum of the curve )(C εε &

  

3.3. Effects of Mg content on the band type  

Increasing the Mg content has effects on the observed band type at a given imposed strain 

rate. For example, at the strain rate 2×10-3 s-1, the band type is A in Al-1%Mg and Al-2%Mg 

alloys and B in Al-3.2%Mg and Al-4.5%Mg alloys. Our interpretation of this phenomenon is 

as follows. As shown above, the waiting time increases with the Mg content, and the diffusion 

of Mg atoms becomes more effective, which favors DSA. Therefore, the size of the stress drops 

increases, as well as the reloading time between drops. Thus, there is more time for the plastic 

relaxation of the internal stresses arising from the heterogeneity of strain in the vicinity of the 

bands, and less of the coupling forces they induce. Since discontinuous propagation (type B) 

requires less spatial coupling than continuous propagation (type A) [11–15], this evolution in 

the microstructure favors a switch of the band type from type A to type B. Note that a similar 

interpretation, albeit deriving from the intrinsic unsteadiness of the tensile test, was provided in 

[21] to explain the crossover from type A to type B in the course of a single test.    

 

4. Conclusion 

In the present paper, we studied several characteristics of the jerky flow arising in Al-Mg 

alloys during velocity driven tensile tests at room temperature, in connection with the Mg 

content of the alloys. It was shown that increasing the Mg concentration strongly affects the 

size of the stress drops, the critical strain for the onset of serrations, the strain and strain rate 

range of instability and the type of the instability.  
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DSA becomes more efficient when the Mg content increases because the saturation level 

of the pinning stress increases. In addition, the waiting time of mobile dislocations on their 

obstacles increases, which enhances the diffusion of Mg atoms toward dislocations at low 

applied strain rates. Therefore, the Mg content controls the occurrence of the critical strain for 

the onset of instability in this range of applied strain rates. Indeed, the critical strain decreases 

with the Mg content.  

For the same reasons, the critical strain rate Cε&  corresponding to the transition between 

inverse and normal behavior of Cε  shifts to larger values of strain rate when the Mg content 

increases, which amounts to expending the inverse behavior sub-domain at the expense of the 

normal behavior sub-domain. The critical strain is not affected by the Mg content at high strain 

rates, because it is controlled by a lack of diffusivity in this range.  

In complement, we emphasized the role of the initial mobile dislocation density in 

controlling the waiting time and the critical strain at low applied strain rates. These results 

suggest that accounting for the unsteadiness of diffusivity is essential for the prediction of the 

critical strain for instability. Recent DSA models [35,36] demonstrating some success in this 

respect actually based their formalism on such ideas.  
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