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ABSTRACT.  

In the present study, innovative doxorubicin-loaded NPs made of a photosensitive poly(o-

nitrobenzyl acrylate) (PNBA) hydrophobic matrix and an hydrophilic dextran (Dex) shell were 

firstly formulated by emulsion-solvent evaporation process. Doxorubicin (DOX), a very well-

known anticancer drug, was herein chosen as model. DOX-loaded NPs were successfully 

produced by covering the hydrophobic PNBA core with dextran chains either physically 

adsorbed or covalently linked by changing process parameters as the presence of a catalyst 

(CuBr or CuSO4/ascorbic acid). It was then proved that the neutralization of DOX optimized the 

drug loading. DOX drug loading and release were independent of the coverage mechanism if the 

catalyst used to covalently link the shell to the core was correctly chosen. Secondly, the kinetics 

of DOX release were investigated by simple diffusion or light-irradiation of the NPs. 

Experiments showed that less than 20% of DOX were released by simple diffusion after 48 h in 

PBS or DMEM media when 45% of DOX released after only 30 s of light irradiation of the NPs. 

Finally, the impact of the photo-triggered DOX release on cells viability was investigated on 

various cell lines (Caco-2, HepG2, HCT-116, HT-29 cells as well as murine macrophages (RAW 

264.7)). Cellular mortality was evaluated to be dependent on the cell lines tested. Our approach 

provided an improved DOX release towards human liver cancer cell line and a high 

internalization of the PNBA-based NPs into HepG2 cells was observed using fluorescence 

microscopy.  

 

KEYWORDS: amphiphilic glycopolymer, drug delivery system, phototherapy, liver cancer, 

colorectal cancer  
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I) INTRODUCTION 

During many decades, the encapsulation of anticancer drugs into “smart” polymeric 

nanoparticles (NPs) has grasped great attention in academia. These NPs are prepared from 

polymers sensitive to endogenous or external stimuli including temperature, pH, and light.
1-6

 

Within the latter ones, light-irradiation is probably the most attractive external stimulus due to its 

easy operating conditions, relative low cost, and its spatio/temporally control. This latter 

characteristic could be very useful as specific light excitation can lead to the swelling/disruption 

of photosensitive NPs, and consequently to the release of loaded drug at a specific time and place 

near to a specific organ.
7-12

 We reported several promising polymeric NPs, nanocapsules, 

polymersomes for drug delivery applications.
13-24

 Photosensitive NPs based on dextran 

hydrophilic shell and on poly(o-nitrobenzyl acrylate) (PNBA) hydrophobic matrix were recently 

described and their photosensitive behavior was investigated under UV-irradiation (320nm - 

400nm) according the photolysis of PNBA (hydrophobic) to polyacrylic acid (PAA, hydrophilic) 

(Figure 1).
25

 Interestingly, nitrobenzyl esters located into PNBA chains can be photolyzed upon 

either single-photon UV (e.g. 365 nm) or two-photon near-infrared (NIR) (e.g. 700 nm).
26-28

 The 

two-photons NIR light allows biomedical treatments of deep tissues when UV irradiation, less 

“tissue-penetrant”, could be directly applied by in situ endoscopy.
29

 Although micellization of 

copolymers containing PNBA or poly(o-nitrobenzyl methacrylate) (PNBM) block have already 

been reported,
26, 30-37

 only two papers dealt with formulation of NPs based on either PNBA
38

 or 

PNBM
39

 core but none reported the potential of such photosensitive NPs for encapsulation of 

anticancer drugs. 

Doxorubicin (DOX, Scheme S1), an anthracycline antibiotic isolated from Streptomyces 

strains, is probably one of the most efficient drugs used to treat various cancers, including 
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lymphoma, breast, prostate, liver, and colon cancers. Action of DOX follows various 

mechanisms: i) inhibition of the DNA topoisomerase II and DNA polymerase, ii) intercalation 

into the DNA helix, and iii) free radical formation, lipid peroxidation, and direct membrane 

effects.
40

 The solubility of this drug is limited to 0.27 g/L in aqueous medium at 6.0 <pH< 7.5, 

but increases to 0.98 g/L in acidic medium (pH ~ 4).
41

 This could be relevant for the cancer 

treatments via chemotherapy as the extracellular pH of tumor reaches 6.8 
40

, and internal pH is 

around 4 in lysosome.
42-43

 However, due to the low efficiency of the direct DOX injections, 

many repetitive injections at regular periods are required which can induce some undesirable 

effects when long-term is used.
44

 Since many decades, encapsulation of DOX into nano-objects 

has appeared as an efficient pathway to reduce injected doses, to enhance DOX biodistribution, 

and to improve its pharmacokinetic characteristics.
40, 45

 Many commercial suspensions of DOX-

loaded nano-objects are currently marketed, i.e. DOXIL
®
, MYOCET

®
, NUDOXA

®
 or 

CAELYX
®
. However, such systems are exclusively based on liposomes which suffer from low 

mechanical and chemical stabilities and a high membrane permeability due to the dynamic 

membrane mobility, that can induce a premature drugs leakage.
46-47

  

The present study firstly reports a detailed investigation on the encapsulation of DOX into such 

photosensitive PNBA-based NPs (Figure 1). The influence of various parameters including the 

chemical form of DOX and catalyst used in the formulation process were evaluated. In this 

study, two catalysts were compared. The release kinetics of DOX from NPs in PBS and DMEM 

media were then measured depending on the NPs coverage mechanism, both by simple diffusion 

through the NPs matrix (without light excitation) and under UV-irradiation according the NPs 

matrix disruption. The safety of such applied UV-treatment was previously optimized after study 

on Caco-2 cells (human epithelial colorectal adenocarcinoma) to guarantee 100% of cell 



 5 

viability.
25

 Finally, the in vitro drug DOX release was studied towards different model cells 

including Caco-2, HepG2 (human liver cancer cells), HCT-116 (human colonic carcinoma cells), 

HT-29 (human colorectal adenocarcinoma cells) and murine macrophages (RAW 264.7). Then, 

the DOX-loaded PNBA-based NPs uptake was investigated depending on cell lines. To the best 

of our knowledge, this paper is the first one dealing with the in vitro anticancer release from 

PNBA-based photosensitive NPs as well as with their uptake depending on cell lines. 

 

 

Figure 1. DOX-loaded NPs. UV-irradiation leads to the DOX release due to the progressive NPs 

core disruption (photolysis of PNBA chains/grafts). 
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II. EXPERIMENTAL 

II.1) Materials  

Azido-end functionalized PNBA (called PNBA in the present study,    = 10 300 g/mol, Ð = 

1.24) was obtained by SET-LRP of o-nitrobenzyl acrylate as previously reported. 
48

 Alkynated 

dextran (15 alkyne groups per 100 glucopyranosic units,    = 27 500 g/mol, Ð = 1.35) was 

prepared by modification of Dextran T40 (   = 26 000 g/mol, Đ = 1.30; purchased from 

Merck).
49

 Doxorubicin hydrochloride (DOX . HCl, > 95 %) was purchased from TCI. 

Dichloromethane (DCM), triethylamine (NEt3), copper bromide (CuBr, 99.9%), copper sulphate 

pentahydrate (CuSO4 . 5H2O, >98%), L-ascorbic acid (AAsc), ethylenediaminetetraacetic acid 

(EDTA) and terephthalaldehyde were purchased from Merck and used without further 

purification. Phosphate Buffer Saline (PBS) was prepared as follows: [Na2HPO4] = 6.48 mM, 

[KH2PO4] = 1.47 mM, [NaCl] = 138 mM, and [KCl] = 2.68 mM, final pH adjusted to 7.4. 

Ultrapure deionized water (>18.2 MΩ.cm) was used for the preparation of all solutions. DMEM 

(Dulbecco modified eagle’s medium with high glucose concentration (4.5 g/L), 4 mM L-

glutamine, supplemented with 10% Fetal Bovine Serum (FBS), and 1% antibiotic antimycotic 

solution) was purchased from Sigma. Dulbecco’s Phosphate Buffered Saline (d-PBS) was 

purchased from Merck, and Trypsin – EDTA solution was purchased from GIBCO. 

II.2) Elaboration of DOX-loaded NPs using an emulsion/solvent evaporation (ESE) process 

In a typical experiment, 50 mg of alkynated dextran were dissolved in 10 mL of Milli-Q water 

(DCM saturated). Meanwhile, the initial organic phase was made by dissolving 25 mg of PNBA 

and 15 mg of DOX . HCl in 1 mL of DCM. In some specific experiments, 18 µL of NEt3 (5 eq. 

per DOX . HCl) were also added to neutralize DOX . HCl according Scheme S1, leading to 

consider 14.056 mg of DOX as the initial amount of DOX introduced. In case of unloaded NPs, 
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this initial DCM solution contained only 40 mg of PNBA. The organic phase was finally poured 

to the aqueous one and the mixture was sonicated during 2 min at 0°C (50% pulsed mode, 46 W) 

using Vibracell 75 model (Bioblock Scientific). The obtained emulsion was kept under slow 

stirring during 2.5 h at 37°C to evaporate DCM. Finally, after complete DCM evaporation, 

“unclicked” NPs were collected by centrifugation (22,000 g, 15 °C, 60 min) and washed twice 

(resuspended in Milli-Q water then centrifuged again) to remove both the non-adsorbed 

alkynated dextran and the unloaded DOX. 

To formulate “clicked” NPs, 5 eq. of copper catalyst (CuBr or CuSO4/AAsc (1/10)) per PNBA 

chains were added to the mixture prior the sonication step. After washing steps, EDTA (5 eq. per 

CuBr or CuSO4) was added to the final washed NPs suspension to remove residual copper and 

left under slow stirring for 24 h at room temperature. Finally, purified “clicked" NPs were 

collected as above. 

II.3) Determination of the DOX loading and encapsulation efficiency  

Drug loading (DL) and encapsulation efficiency (EE) were estimated by 
1
H NMR spectrum 

after dissolving known weights of freeze-dried loaded NPs (wNPs) and an internal reference 

(terephthalaldehyde) in DMSO-d6, and using Equations 1 and 2, respectively: 
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       (2) 

   and      are respectively the peak areas of the three methoxy protons of doxorubicin (4.05 

ppm) and the two aldehyde protons of terephthalaldehyde (10.15 ppm) (Figure S1).      = 

543.48 g/mol and      = 134.13 g/mol are respectively the molar masses of neutralized DOX 

and terephthalaldehyde.           and      are the weights of terephthalaldehyde, DOX 

loaded-NPs and DOX used in the initial mix. 
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II.4) Study of the kinetic of DOX release  

The kinetic of DOX release from the NPs were carried out in 96-well microplate either after 

NPs disruption (upon light irradiation) or by simple diffusion through the matrix (without UV-

irradiation). In brief, 20 µL of NPs dispersion (1.25 mg/mL) were introduced per well then 200 

µL of PBS or DMEM were added. NPs dispersions were irradiated 30 s, 1 or 3 min (320 nm – 

400 nm, irradiance 60 mW/cm
2
). Immediately after irradiation, some NPs suspensions were 

centrifuged (37,000 g, 15°C, 3 min) and the supernatants were analyzed to estimate the released 

DOX amount using HPLC calibration curves in PBS or DMEM (Figure S2). We spare another 

batches of NPs suspension from the same synthesis to study the DOX kinetic of release during 

48 h. 

II.5) Optimization of the DOX solubility  

Each medium (PBS and DMEM) was saturated with DOX, left for day in dark under stirring, 

then the resulted suspension was centrifuged (37,000 g, 15 °C, 45 min). Maximum solubilities of 

DOX were estimated by UV spectroscopy at 480 nm (Figure S3). 

II.6) Cells viability tests to measure cellular biocompatibility of the NPs 

Caco-2 cells were kindly provided by the laboratory URAFPA (Nancy, France). These cells 

were used between passages 30 and 50, and were cultivated in DMEM with high glucose (4.5 

g/L) (Sigma, Germany), and supplemented with 10% foetal calf serum (FCS) (EuroBio, France), 

2 mML-glutamine, and 1% nonessential aminoacids (GIBCO, USA). RAW 264.7, HCT-116, HT-

29 and HepG2 were cultured in the 1g/L L-glutamine DMEM medium with 10% FBS (Denville 

Scientific), 5% Penicillin and streptomycin (100X Corning) at 37℃. Cells were usually split 

when reaching 80% confluence (3–4 days), rinsed with d-PBS, then trypsinized with a solution 
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containing 0.25% trypsin and 1 mM EDTA (GIBCO). Cells were seeded into 96-well 

microplates adding 200 μL of a suspension of 2x10
4
 cells/well.  

After 24 h, cells were incubated with different batches of DOX-loaded NPs dispersion (NPs 

concentration = 114 μg/mL), then UV-irradiated (up to 30 min). The culture medium was 

renewed 4 h after the irradiation to remove free DOX, then cells were incubated for another 24 h 

or 48 h at 37°C under 5% CO2 as previously described.
25

 Cells without UV-irradiation and 

without addition of NPs were cultivated as controls. After incubation, the released DOX amount 

was first estimated by HPLC. Then, the culture medium was removed and 200 μL of fresh 

medium were added. The cell viability was determined by MTT assay, using mitochondrial 

succinate dehydrogenase activity of viable cells by the reduction of the yellow colored 

tetrazolium salt, 3-(4,5-dimethylthiazol-2-yl)-2,5-diphenyl tetrazolium bromide, into a blue 

colored formazan product. More precisely, 50 μL of MTT solution (2 g/L) were added in each 

well. After incubation for 3 h at 37°C, formazan crystals were observed, dissolved with 150 μL 

of isopropyl alcohol, then spectrophotometrically quantified at 550 nm using a multi-well plate 

reader. OD values were used to calculate the percentage of cell viability using Equation (3). All 

these cytotoxicity experiments were performed in triplicate (n=3). Error bars (see below) 

represent standard deviation (SD) of the mean value for three independent experiments. One-way 

ANOVA analysis of variance was performed. Significant differences between means were 

determined by Duncan’s Multiple Range tests. Differences at p > 0.05 were considered 

significant. 

                                 
                

                     
      (3) 

Where ODExp, ODneg cont and ODpos cont are the experimental optical density and OD observed 

for negative (cells without irradiation) and positive (cells with irradiation) controls, respectively. 



 10 

II. 7) DOX-loaded NPs uptake and in vitro DOX release  

RAW 264.7, HCT-116, HT-29 and HepG2 were used in the present study. Cells were seeded 

into chamber slides (Thermo Scientific) and 400 μg/mL of NPs were added into the culture 

medium. After confluence, cells were incubated with NPs for 4 h, then 30 s UV-irradiation was 

applied to release the DOX. Cells were washed with d-PBS 3 times to remove free DOX or NPs 

which were not uptake by cells. Then, cells were fixed by using 4% of paraformaldehyde for 15 

min at room temperature. Cells were again washed three times by d-PBS, then Alexa Fluor 568 

phalloidin (568 nm, Thermo Scientific) was added to stain the F-actin (Red fluorescence) located 

into the plasma membrane (red-orange). Cells were also stained with DAPI (350 nm, Thermo 

Scientific) for 5 min to reveal the cells nuclei (blue-purple).
50

 Slides were sealed with prolong 

gold antifade reagent (Thermo Fisher). Slides were imaged on a fluorescent microscope 

(Olympus, Shinjuku, Tokyo). 

II. 8) Characterizations 

1
H NMR spectra were recorded on a Bruker Advance 300 spectrometer (300.13 MHz, 298°K) 

in DMSO-d6. 

Analytic HPLC was performed on a SHIMADZU CTO-20A/Prominence column oven, with 

LC Solution program Release 1.23 SP1 using a Pursuit C8 column (150 x 4.6, 5 µm) and a linear 

gradient of water/acetonitrile (v/v) solution (90/10 during 20 min, then 100/0 (v/v) during 10 

min) with 1 mL/min flow. The detection was performed at 480 nm using a SHIMADZU 

SPD20AV/Prominence UV/VIS detector. 

Dynamic Light Scattering (DLS) of NPs dispersion at low concentration was evaluated using a 

Malvern High Performance Particle Sizer (HPPS) instrument. 200 μL of NPs suspension were 

diluted in 2 mL of NaCl aqueous solution (1 mM). The analysis of the average scattering 
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intensity fluctuations during the measurement allowed to estimate the NPs size and the 

polydispersity index (PDI). The average hydrodynamic diameter (Dh) is the so-called Z-average 

mean diameter (Dz) given from cumulated analysis, i.e. an intensity–average diameter, and was 

measured three times with deviation remaining below 5 nm. 

OmniCure
®
 S1000 UV spot cure lamp equipped with a light guide of 8 mm diameter and a 

320–400 nm filter was used with an irradiance equal to 60 mW/cm
2
. 

 

III. RESULTS AND DISCUSSION 

III.1) Doxorubicin encapsulation into photosensitive NPs 

The encapsulation of doxorubicin in the PNBA-based NPs was carried out using 

emulsion/solvent evaporation (ESE) process. Drug loading (DL) and encapsulation efficiency 

(EE) which are the main parameters to evaluate an encapsulation process, were directly 

estimated by 
1
H NMR spectrum of DOX-loaded NPs (figure S1) using Equations 1 and 2. An 

important parameter of the ESE process is the total solubilizations of both the drug and the 

hydrophobic polymer forming the NPs core in a common organic water-immiscible solvent. In 

the present study, we firstly optimized the encapsulation of doxorubicin in PNBA-based NPs, in 

its water-soluble salt form (DOX . HCl) and in its hydrophobic form (DOX) after neutralization 

by NEt3 (Scheme S1).
51

 Table 1 (runs 1-3) shows successful formulation of well-defined NPs 

(PDI < 0.15), both in the absence and in the presence of doxorubicin. However, an increase of 

the Z-average diameter was noticed for loaded NPs (159 nm and 275 nm) in comparison with 

unloaded ones (128 nm) due to the successful encapsulation of doxorubicin. A significant 

difference of DZ of NPs was observed depending on the doxorubicin form used. NPs loaded by 

DOX exhibit higher DZ (275 nm) compared to NPs loaded by DOX . HCl (159 nm). In addition, 
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neutralization of DOX . HCl, allowed great improvement of both DL (multiplied by 3) and EE 

(increased from 18 to 88%). These findings demonstrate that the neutral form of doxorubicin 

(DOX) is more suitable for an encapsulation within the hydrophobic PNBA core NPs, in 

agreement with its lower solubility in the aqueous phase and with other results previously 

reported in the literature.
51

 

 

Table 1. Characterization of the DOX-loaded NPs as a function of the DOX/PNBA weight ratio 

Run 
wDOX . HCl / wPNBA 

(mg/mg) 
a) 

Doxorubicin 

form 
Z-Average 

diameter (nm)
 b) 

PDI
 b) DL (%) 

c) EE (%) 
c) 

1  0/40 - 128 0.09 - - 

2  15/25  DOX . HCl 159 0.12 10 18 

3 15/25 DOX 275 * 0.12 * 33 * 88 * 

4  5/35  DOX 177 0.07 9 74 

5  10/30  DOX 225 0.09 18 70 

6  20/20  DOX 923 0.43 41 74 

7
 d) 15/25 DOX 243 * 0.13 * 29 * 73 * 

8
 d) 15/25 DOX 149 0.09 11 22 

 

a) DOX . HCl/PNBA weights ratio in the feed 

b) Estimated by DLS. 

c) DOX loading (DL) and encapsulation efficiency (EE).  

d) “Clicked” NPs were formulated using CuBr (run 7) or CuSO4/AAsc catalyst system (run 8). 

* from ref 
52
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To further complete the DOX loading study, the influence of the quantity of DOX . HCl in the 

feed on the NPs loading efficiency was secondly investigated. Various weights of DOX . HCl 

(wDOX,HCl) and adequate amount of NEt3 were introduced in the feed, and the weight of PNBA 

dissolved in the organic phase was consequently adjusted to keep the same total weight (PNBA + 

DOX . HCl) of 40 mg in all experiments. Table 1 (runs 3-6) showed an increase of DL from 9 to 

41 % with an increasing amount of DOX in the feed. Notably, the EE (88%) was obtained with 

15 mg of DOX . HCl in the feed (Table 1, run 3) compared to 74% with 20 mg (Table 1, run 6). 

It can be assumed that this decrease of EE could be due to the saturation of the PNBA core of 

NPs that reached the maximum of encapsulation. This statement is consistent with the huge DZ 

(923 nm) of particles formulated using 20 mg of DOX . HCl and 20 mg PNBA (Table 1, run 6). 

Confirming the results, the high PDI measured (0.43) indicates a high formation of aggregates. 

In contrast, monomodal distributions of NPs were obtained when using lower quantity of 

doxorubicin (runs 3-5). All our results led us to use the DOX . HCl/PNBA weight ratio of 15/25 

for the rest of this study.  

Using the above ESE process, NPs were formulated with a physically adsorbed dextran shell 

onto the core (“unclicked” NPs as drawn in Figure 1). This shell can also be irreversibly 

anchored on the core by carrying out an in situ interfacial click chemistry during this ESE 

process, leading to “clicked” NPs (Figure 1). This click chemistry leads to produce a covalent 

linkage between dextran and PNBA parts via triazole rings producing Dex-g-PNBA copolymers 

at the interface (Figure 1). Interestingly, while a quantitative surface desorption from the 

“unclicked” NPs was observed in the presence of a competitive surfactant, the desorption was 

significantly reduced (around 80% decrease) in case of “clicked” NPs due to this core/shell 

covalent bonding.
23, 25, 53

 Such improved colloidal stability thanks to a covalent bonding is 
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already reported in many systems, for example for the complexation of polyelectrolytes of 

opposite charge.
54

 

In the present study, “clicked” NPs were then formulated and compared with “unclicked” NPs 

(Table 1, run 3). Two well-known catalysts (CuBr or CuSO4/AAsc) of the alkyne/azide click 

chemistry within the ESE process were investigated. As shown in Table 1, monodispersed 

“clicked” NPs smaller than 250 nm (PDI < 0.15) were formulated. CuBr (Table 1, run 7) led to 

similar DL and EE values than the ones of “unclicked” NPs (Table 1, run 3). Notably, 

CuSO4/AAsc catalyst system strongly decreased the DOX encapsulation (decrease of 2/3 in DL) 

(Table 1, run 8). For the first time, these results suggest that CuBr as catalyst does not influence 

the DOX loading in PNBA core. In contrast, the presence of AAsc decreases the pH of the 

aqueous phase to 3.5, which leads to the DOX protonation. As mentioned before, the protonated 

DOX has a lower loading efficiency in the formulation method.  

III.2) Quantification of DOX released by diffusion  

Before investigating the influence of the medium (PBS or DMEM) on the DOX release, the 

maximum DOX solubility in each medium were determined. Our experiments show that DOX is 

less soluble in DMEM (186 µM, 0.101 mg/mL) compared to PBS (1066 µM, 0.579 mg/mL). 

This can probably be explained by the complex composition of foetal bovine serum used to 

supplement DMEM medium (notably the presence of bovine serum albumin). Thus, 

experimental conditions of release were chosen regarding theses difference of solubility, in order 

to fix the DOX concentration below saturation of the medium (typically 10% of the maximum 

concentration). 

DOX release was firstly investigated by simple diffusion from the NPs at 37°C during 2 days 

(Figure 2A). On the one hand, it was noticed that the “clicked” and “unclicked” NPs batches 
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(Table 1, runs 3, 7 and 8) exhibited similar kinetics profile of release. On the other hand, a very 

slow release was observed (20% after 48 hours). More importantly, for all conditions, DOX 

release was performed without burst effect, demonstrating that DOX was uniformly encapsulated 

in the PNBA core of NPs and the absence of a significant DOX adsorption at the NPs surface. 

 

 

Figure 2. Cumulative DOX release from PNBA-based NPs in DMEM (solid symbols) or PBS 

(open symbols). A) By diffusion from “clicked” or “unclicked” NPs (red symbols = run 3, blue 

symbols = run 7, green symbols = run 8, Table 1). B) With “unclicked” NPs (Table 1, run 3), 

under UV-irradiation during 30 s (red symbols), 1 min (blue symbols) or 3 min (black symbols). 

C) Under UV-irradiation during 30 s (red symbols = run 3, blue symbols = run 7, green symbols 

= run 8, Table 1). 

 

III.3) Light-triggered release of the DOX  

According to our previous results on the loading/release of Nile Red (hydrophobic fluorescent 

probe) from PNBA-based NPs
52

, DOX release could be light-triggered using the photo-
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sensitivity of the PNBA core of the NPs 
25

 as described in Figure 1. “Unclicked” NPs dispersion 

was firstly irradiated for several irradiation times (Table 1, run 3). The released DOX amount 

was quantified by HPLC directly after the irradiation, then followed at several time during 48 h. 

As shown in Figure 2B, the kinetic of release depends on the irradiation time (30 s, 1 or 3 min of 

irradiation) and similar profiles were obtained in PBS and DMEM while the DOX solubility in 

DMEM is nearly six times lower as above written. 18% of the loaded DOX were released by 

diffusion (without irradiation) after 48 h, whereas 45 % of release was observed immediately 

after 30 s irradiation. In this latter condition, the post-irradiation release of DOX reached almost 

54 % after 48 h diffusion (33 µM of DOX, which is the DOX IC50 towards Caco-2 cells as 

reported in Figure S4). 78% of DOX release was reached using 3 min irradiation then 48 h 

diffusion. The longer the irradiation time, the greater the amount of DOX released, in accordance 

with the progressive photolysis/disruption of the PNBA NPs matrix. In order to study the impact 

of the coverage of the NPs (“unclicked” and “clicked”), DOX-loaded NPs were irradiated during 

30 s (Table 1, runs 3, 7-8) then the DOX release was followed during 48 h. As shown in Figure 

2C, similar release profiles were observed in PBS and DMEM, for both types of NPs 

(“unclicked” and “clicked”). These results demonstrate for the first time that the covalent linkage 

of dextran to the PNBA core does not impact the efficiency of anticancer release from these 

photosensitive NPs. 

III.4) DOX release effect on cells viability  

Previously, we have shown that 100% of Caco-2 cells viability was maintained after 48 h 

incubation with empty PNBA-based NPs and 30 s irradiation with an irradiance of 60 mW/cm
2
.
25

 

Similar results were herein confirmed towards RAW 264.7, HCT-116, HT-29, and HepG2 cell 



 17 

lines (data used as negative control). All these assays ensure the absence of cytotoxicity of the 

applied treatment using photosensitive PNBA-based NPs. 

Contrary to our previous work, the DOX release effect on the Caco-2 cells viability was herein 

firstly studied. After UV-irradiation (up to 3 min), cells were left for 4 h incubation before 

refreshing the medium, then cells were again incubated for another 24 h or 48 h at 37°C. Several 

DOX-loaded PNBA-based NPs batches (Table 1, runs 3, 7 – 8) were selected to carry out these 

assays, and results are shown in Figure 3 (0 s of irradiation means DOX release by simple 

diffusion). Caco-2 cells supplemented with NPs and without irradiation treatment were 

considered as negative controls.  

In agreement with the low DOX diffusion through the NPs without irradiation (DOX 

concentration estimated at 7 µM by HPLC, Figure 2A), only 20% of Caco-2 cells death was 

observed after 24 h incubation (meaning 4 h incubation + DMEM refreshing + 24 h incubation), 

whatever the NPs batch. Comparably, the cells death increased to about 25% after 48 h 

incubation (Figure S5).  
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Figure 3. Effect of the photo-triggered DOX release from NPs on the viability of Caco-2 cells 

after 24 h incubation. Cases of runs 3 (A), run 7 (B) and run 8 (C) (Table 1). Different values are 

significantly different at the 0.05% level (Duncan’s test). 

 

As expected, irradiation of “unclicked” and “clicked” NPs (Table 1, runs 3 and 7) dramatically 

increased the cells death due to the DOX release from the NPs. Applying 30 s or 1 min of 

irradiation, cells viability felt out to around 50% after 24 h incubation, in agreement with the 

photo-triggered release of the DOX (32.5 μM after 30 s; 41.6 μM after 1 min, as estimated by 

HPLC). These results were consistent with the DOX IC50 towards Caco-2 cells estimated around 

33 µM (Figure S4). Applying 3 min of irradiation, the cells viability did not exceed 30% in case 

of "unclicked" NPs (Table 1, run 3), that we can relate to the 46.3 μM of DOX released 

measured by HPLC after such irradiation time. Nevertheless, the effect of the light-triggered 
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DOX release from "clicked" NPs formulated using CuSO4/AAsc as catalyst system (Table 1, run 

8) was delayed due to the lower DL value of this NPs batch. 

From these experiments, we observed for the first time that PNBA-core NPs can significantly 

improve the “remote” control of the DOX release. This release is indeed not influenced by the 

method used to fix the shell onto the NPs core (physically adsorbed or covalently linked shell) 

but depends on the irradiation time. Thus, for NPs with DL around 30%, 30 s irradiation were 

enough to release 31 μM of DOX, close to the IC50 value, reaching 50% of Caco-2 cells death 

after 24 h incubation. As shown in Figure S5, the simple DOX diffusion from NPs (without 

irradiation) does not reach such value even after 48 h incubation (10 μM of released DOX in case 

of "unclicked" NPs was measured) leading to a cell viability around 30%. 

These selected NPs (Table 1, runs 3, 7 and 8) were finally also tested by several mammalian 

cells of interest for potential applications. RAW 264.7, HepG2, HT-29, HCT-116 cells were 

incubated with 400 μg/mL of NPs for 4 h, then irradiated during 30 s (Figure 4). In this context, 

we saw that  
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Figure 4. Effect of the photo-triggered DOX release from PNBA-based NPs (Table 1, runs 3, 7 

and 8) on the viability on RAW 264.7, HepG2, HT-29, and HCT-116 cells after 4h incubation. 

Data presented as 30 s UV exposed (UV+) and UV unexposed (UV-). Values represent means ± 

SE. Data are representative of n=5 wells per group. ***p< 0.001, ** p < 0.01, and * p < 0.05.  

 

the dose of DOX photo-released inside the cells was not high enough to guarantee significant 

HT-29 and HCT-116 cell death (Figure 4). Treatments with such photosensitive PNBA-based 

NPs exhibited a moderate degree of cell death on RAW 264.7 cells. Interestingly, among all the 

cells tested, we observed that HepG2 cells were the most sensitive to DOX photo-triggered 

release. The HepG2 cells viability was reduced by 50% in case of “unclicked” NPs. On the other 
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hand, both “clicked” NPs batches led to 75% HepG2 cells death, which confirm for the first time 

the great potentiality of therapeutic uses of these dextran-covered PNBA-based photosensitive 

NPs for the liver. We also shown for the first time the influence of the coverage type on the 

intracellular domain release. 

III.5) NPs uptake and intracellular delivery of DOX  

To end the present study, “unclicked” and “clicked” DOX-loaded NPs (Table 1, runs 3, 7 and 

8) were herein selected to carry out uptake assays. HepG2, HT-29, HCT-116 cancer cells, as well 

as murine macrophages (RAW 264.7) were incubated with 400 μg/mL of NPs for 4 h, then 

irradiated during 30 s. The goal of this experiment was to explore a relative short cells exposure 

to NPs (4 h) to highlight for the first time the efficiency of such potential treatment using photo-

triggered DOX released via PNBA-based NPs. The short time sets a limiting condition as the 

cells have a relative short time of endocytosis. 

To confirm the DOX was successfully delivered to the recipient RAW 264.7, HepG2, HT-29, 

and HCT-119 cells, fluorescent microscopy was performed (Figure 5) thanks to DOX 

fluorescence signal (λem = 595 nm; λexc = 470 nm). F-actin located into the plasma membrane 

was stained with Alexa Fluor 568 phalloidin (red-orange signal) and cells nuclei with DAPI 

(blue signal). As seen in Figure 5, applying 30 s irradiation treatment, DOX signal was found in 

all cells UV-treated indicating that DOX was successfully delivered to the cells. HT-29 and 

HCT-116 present a moderate degree of DOX signal for such treatments. The highest degree of 

uptake can be seen for the HepG2 cells which may account for the cytotoxicity study in Figure 4.  

Interestingly, in case of RAW 264.7 macrophages, the DOX green signal was lower according 

a few NPs uptake. This significant result represents a huge advantage as avoiding the NPs 

clearance by macrophages after intravenously administration is one of the key parameters for 
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reaching efficient cancer treatment. Nevertheless, these results being observed on RAW 264.7 

cells, it will need to be confirmed in vivo with circulating macrophages from the blood. 

 

 

Figure 5. DOX-loaded PNBA-based NPs uptake and intracellular DOX release after 30 s of UV 

exposure on RAW 264.7, HepG2, HT-29, and HCT-116 cells after 4h incubation (Table 1, runs 

3, 7 and 8). Red: Actin stain, Blue: DAPI, and Green: DOX. 

 

IV. CONCLUSION 

DOX-loaded dextran-covered PNBA-based NPs were successfully formulated with an 

emulsion/organic evaporation process. The neutralization of DOX . HCl before encapsulation led 

to triple the DL (30%) and to load more than 75% of the doxorubicin introduced in the feed 

(EE).  
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It was observed that doxorubicin diffused out slowly from these photosensitive NPs in PBS or 

DMEM medium, without significant influence of the medium. Interestingly, the release can be 

controlled and accelerated upon UV-irradiation due to the light-triggered disruption of these NPs 

matrix. Using this strategy, 45% of DOX was released after 30 s UV-irradiation, reaching even 

54% if followed by 48 h diffusion, whatever the coverage of the NPs (physically adsorbed or 

covalently linked shell). As comparison, only 18% of DOX were released after 48 h, without 

UV-irradiation of NPs, by simple diffusion. 

DOX-loaded NPs were then incubated with Caco-2 cells, then irradiated for different times. It 

was measured that 30 s irradiation were enough to release 31 μM of DOX, which is close to the 

DOX IC50 value towards Caco-2 cells. As comparison, the simple DOX diffusion out of these 

NPs (without irradiation) does not reach such a result even after 48 h incubation. Cell viability 

assays were also done on several cancer cells (HepG2, HT-29, and HCT-116) as well as murine 

macrophages. The photo-released DOX amount was not enough to guarantee significant HT-29 

and HCT-116 cells death, when a moderate degree of death was observed with RAW 264.7 cells 

and up to 75% death with HepG2 cells. A final experiment aimed to measure the efficiency of 

the NPs uptake by HepG2, HT-29, and HCT-116 and RAW 264.7. As never reported before, it 

showed that these NPs were particularly highly uptake by HepG2 in comparison with other cells 

and particularly RAW 264.7. These important results set our engineered DOX-loaded 

photosensitive Dex/PNBA NPs a potential efficient treatment for liver cancer as avoiding the 

NPs clearance by macrophages is one of the key parameters for reaching efficient cancer 

treatment. Nevertheless, more studies have to been done to understand the mechanism of the 

PNBA-based photosensitive NPs uptake by such HepG2 cells.  
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V. SUPPLEMENTARY MATERIAL  

Supplementary material related to this article can be found in the online version. Neutralization 

of doxorubicin hydrochloride. 
1
H NMR spectra of doxorubicin, empty or DOX-loaded PNBA-

based NPs. Calibration curves. Determination of DOX IC50 towards Caco-2 cells. Effect of the 

photo-triggered DOX release out of NPs on the Caco-2 cells cytotoxicity after 48 h incubation. 
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