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Abstract  

The present paper examines two aspects of the problem of critical conditions of jerky flow in alloys, 
or the Portevin-Le Chatelier (PLC) effect. Recent development of dynamic strain aging (DSA) 
models proved their capacity to qualitatively reproduce complex non-monotonic behavior of the 
critical strain, providing that the parameters of theory are allowed to depend on strain. Experimental 
measurements of such strain dependences have been realized for the first time and used to revise the 
predictions of the critical strain and stress relaxation kinetics upon abrupt strain-rate changes. On 
the other hand, it is usually omitted from consideration that the PLC stress serrations can last very 
short time in comparison with the characteristic time of stress transients. The development of stress 
drops was studied with the aid of the acoustic emission (AE) technique. It is shown that such 
macroscopic instabilities are caused by clustering of AE events which otherwise occur all the time, 
including the periods of smooth plastic flow. The role of synchronization of dislocation avalanches 
in the development of abrupt stress serrations and its relationship with the predictions of the local 
DSA models is discussed.  
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1. Introduction 
 The interaction of dislocations with solute atoms in dilute alloys can lead to instability of 
uniform plastic flow. This phenomenon, known as the Portevin–Le Chatelier effect (PLC) [1], is 
manifested by jerky deformation curves and strain localization in deformation bands [2, 3]. The 
generally accepted mechanism of the PLC effect is based on the concept of dynamic strain aging 
(DSA) considering solute pinning of mobile dislocations arrested on obstacles during the waiting 
time tw for thermal activation [4–15]. Due to such additional pinning, the strain-rate sensitivity 
(SRS) of the flow stress σ , Tpf p

S ,))ln(/( εεσ &∂∂= , becomes negative in a certain range of strain 

pε , strain rate, and temperature T, thus giving rise to instability [5].  

 One of the long-standing challenges concerns an adequate description of the critical 
conditions for onset of plastic instability, in particular, the critical strain cε . Early models based on 

the DSA predicted the so-called "normal" behavior consisting of an increase in cε  with an increase 
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in the applied strain rate aε&  or a decrease in temperature [6–8].  Experimental studies showed a 

non-monotonic dependence including "inverse" behavior at low aε& -values (e.g., [9, 16, 17]). 

Although the latter can be caused by specific mechanisms, e.g., associated with precipitates [18], 
non-monotonic behavior was recently explained in a unique framework of DSA modified to allow 
for its dependence on strain [19, 20]. In spite of this success, several fundamental issues were not 
fully addressed. It was shown quite early that the negative value of SRS does not suffice to generate 
a macroscopic instability because a finite time is needed for the strain rate to localize into a 
deformation band [6].  In [6], the conditions of the growth of a local perturbation of the uniform 
strain state were examined to find criteria for the onset of flow localization. An important feature of 
the model is a characteristic relaxation time τ for the SRS, which is of the order of tw and can be 
estimated from the transient kinetics of the flow stress upon abrupt changes in aε& . The linear 

stability analysis provided two new criteria corresponding to either oscillating or exponential 
growth of the small perturbation, respectively, at φε  and θε , where 0εεε φθ >> , and 0ε  is the 

critical strain obtained for the condition Sf  < 0. The available experimental data for cε  were found 

to lie between these two criteria. Recent finite-element modeling rendered cε values rather close to 

θε  [20]. In any case, the physical reasons for both the choice between the criteria and the 

intermediate position of experimental data remained unclear.  
 Perhaps, there is even less clarity concerning the development of instability which cannot be 
handled by the linear stability analysis. The numerical simulation of heterogeneous flow 
implemented in [6] predicted smooth oscillatory instability growth governed by the stress relaxation 
kinetics. This prediction was corroborated by experimental data for some alloys containing 
precipitates [21, 22]. However, most experimental data testify to very abrupt stress drops, at least 
at low enough strain rates [23–27]. The jerky character of stress drops, which gave the name of 
"jerky flow" to the PLC effect, was also predicted in numerous numerical models [27–33], but the 
problems of the critical strain and transient stress kinetics mostly remained beyond the scope of 
these papers. Another phenomenon which is directly related to this problem concerns small stress 
drops often observed before the onset of the PLC effect and also between large serrations [34–36]. 
This feature is usually explained in terms of sporadic fluctuations which may eventually trigger 
macroscopic instabilities [34]. In particular, the temperature and strain-rate domain of the PLC 
effect were found to be considerably larger than that predicted by the linear stability analysis. 
However, such small stress drops are much bigger than the stress fluctuations observable on smooth 
deformation curves of pure materials (e.g., [37]). Simple estimates show that their occurrence 
requires motion of tens of thousands of dislocations. It is thus clear that the understanding of the 
onset of the PLC effect requires consideration of conditions for a collective motion of dislocations 
in ageing alloys.  
 To be precise, the necessity of taking into account self-organization of dislocations to describe 

cε was mentioned very early [11]. However, this issue has not received further consideration. The 

question of the role of spatial heterogeneity on cε  predictions was renewed recently [36, 38, 39] 

due to investigation of acoustic emission (AE) accompanying the PLC effect in an AlMg alloy. As 
follows from the entirety of investigations of AE during deformation of various materials, 
including pure crystals (e.g., [37]), an essential part of dislocation motions in solids proceed by 
avalanches leading to a burst-like character of the AE. The data [36, 38, 39] testified that the 
abrupt stress serrations observed in the conditions of the PLC effect at low enough strain rate are 
associated with clustering of AE bursts which was supposed to reflect synchronization of 
dislocation avalanches.   

 The aim of the present study was to revise the problem of the critical strain in the spirit of 
these findings. For this purpose, a thorough experimental investigation of the SRS and kinetics of 
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stress transients as functions of strain was combined with an AE study.1 Besides the possibility of 
detection of individual deformation events unresolved on the deformation curves, the AE 
technique provides a high temporal resolution and allows for a high-accuracy estimation of the 
duration of plastic strain-rate jumps within deformation bands. An accent was put on the interval 
of low and intermediate strain rates, as it corresponds to both the inverse behavior of cε  and the 

observations of the phenomenon of dislocations synchronization during the PLC effect. Besides, 
very few data on Sf  and, especially, τ have been available for this strain-rate range so far.  
  
2. Experimental 
 Tensile samples with an approximately 10 mm2 cross-section and a gauge length in the range 
from 30 mm to 50 mm were prepared from an Al-3%Mg alloy with a grain size about 30 μm. All 
specimens were annealed for 2h at 400°C and quenched into water. Deformation was carried out in 
a hard testing machine. A control test with a steel plate 7 × 7 cm2 in cross-section as a specimen 
provided an estimate close to 2×107 N/m for the machine spring constant in the tensile setup. This 
value agrees with the combined stiffness M of the "machine-specimen" system, measured as the 
slope of the elastic part of the stress-strain curve, which rendered values between 20 to 30 GPa, 
depending on the specimen length. The total strain ε was measured using a contact extensometer 
with the initial gap from 25 mm to 45 mm, covering 80 to 90 percent of the specimen gauge 
length. The plastic strain was calculated using the relationship Ep /σεε −= , where E is the 

Young's modulus of the AlMg alloy.   
 The procedure of the SRS measurement was similar to that described in [21, 22]. It consists 
in a sudden change in the mobile grip velocity and recording the transient process. When the new 
stationary regime is reached, the reverse switching is performed and the transient is recorded 
again. An advantage of Sf  determination by the rate switching method is the possibility of 
collecting data on the same specimen, whereas the approach based on collecting a family of 
deformation curves for different aε&  may be affected by the microstructure variations between 

different samples. In contrast to the common practice of changing aε&  by at least one order of 

magnitude [21, 22, 40–42], the change by a factor of 3 was applied in the present work, in order to 
reduce the possible corruption of results because of a strain-rate effect on the microstructure 
evolution. Such a smaller jump was found to suffice for Sf   measurements, due to a high accuracy 
of this method. The switching was organized so that at least two thirds of the total strain was 
accumulated during deformation at the strain rate chosen as a reference. In most tests one 
measurement cycle corresponded to a downward-upward sequence of changes in aε& , relative to the 

reference rate. Switching upward-downward was also tried in several tests. Besides, two 
experiments comprised two-step downward jumps followed by two-step returns.   
 The experiments aimed at determining Sf  were carried out in a range aε&  = 3 × 10-6 s-1–6 × 

10-5 s-1, corresponding to inverse behavior of cε  for the Al-3%Mg alloy (cf. [16,17,36]) and 

characterized by high enough cε -values, so that the measurements could be done during 

macroscopically smooth flow before the onset of PLC serrations. The measurements of cε  were 

performed in a wider aε& -range, up to 3x10-4 s-1.  In most of long-lasting tests at a low strain rate 

the acquisition time was chosen to be equal to 0.5 s. In several experiments a shorter acquisition 
time of 20 ms was used to estimate the duration of stress drops in the investigated alloy. 
 The exact measurement of the stress drop duration was realized using the AE technique. The 
AE was recorded with a piezoelectric transducer operating in the frequency band 200–900 kHz, 
which was clamped to the greased specimen surface just above the gauge length.  The procedure of 
real-time recording of AE events was described elsewhere (e.g., [36]), as briefly outlined below. An 

                                                 
1 Preliminary results of this study were presented in proceedings [26]. 
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acoustic event is considered to start when the signal exceeds a preset voltage threshold and end 
when it drops and remains below the threshold longer than a hit definition time (HDT). A hit 
lockout time (HLT), or dead time, is waited before resuming the measurement, in order to filter out 
sound reflections. The voltage threshold was chosen at the level of 27 dB to avoid background 
noise. The time parameters, HDT = HLT = 300 μs, were chosen following the recommendations 
[43] based on the robustness of the events statistics to the variation of criteria used for their 
individualization.  
 
3. DSA approach 
 3.1. Basic equations.  
 Various models considering cε  are mostly based on the approach [6, 22] which advanced the 

suggestion that the concentration SC  of solute atoms on a dislocation cannot instantaneously 

change to a new steady value upon a change in the local strain rate ("retardation" effect).  The 
plastic strain rate can be written in the form of the Arrhenius equation [6, 22]: 
 ]/)exp[()exp( '

0 ifScp SCH σσεε −⋅−= && ,      (1) 

where kTCHH Sc /)/(' ∂∂=  [22], H is the enthalpy of activation of dislocation motion, fσ  

denotes the internal stress, and 
Sp CpiS ,)]ln(/[ εεσ &∂∂= is the instantaneous SRS value. It should be 

specified that both SRS values have units of stress (see, e.g., [7]). SC  evolves to a saturation value 

mC  with the aging time at  [22]:  

 ]/)/(exp(1[ 3/1
00 mamS CttCCC −−= .       (2) 

Here, 0C  is the solute concentration in the alloy and 0t  is a constant depending on the solute 

diffusion coefficient. It is suggested that after abrupt changes in strain rate or stress the aging time 
follows the relaxation law [6, 22]  
 τ/)(/ waa ttdtdt −−= ,         (3) 

where pwt ε&/Ω=  is the average waiting time for thermal activation of dislocations, Ω is the 

elementary strain introduced in Ref. [8], bLmρ=Ω , with b, mρ , and L designating the Burgers 

vector, the mobile dislocations density, and the average distance between obstacles, respectively. 
The relaxation time τ is considered to be equal to wt . Equation (1) leads to the following 

expression for the flow stress: 
 ])/[ln( '

0 Scpif CHS ++= εεσσ && .       (4) 

It is usually accepted for the sake of simplicity that  
 pf hεσσ += 0 ,          (5) 

where 0σ  is a constant and h is the work-hardening rate pεσ ∂∂ / . Contrarily to the usual 

approximation of constant h, the function )( ph ε  was estimated by numerical derivation of 

experimental deformation curves )( pεσ . Finally, the "machine" equation reads 

  lVM p // =+ εσ && ,         (6) 

with V and l designating the mobile grip velocity and the specimen length, respectively. The 
numerical integration of Eqs. (2–6) and the comparison of integration results with the experimental 
dependence σ(t) provide an estimate of the four parameters, iS , Ω , mci CHSP '

1 = , and 
3/1

002 /)/( tCCP m= , used to calculate Sf  as a function of plastic strain (see Sec. 4.2 for detail on the 

numerical integration).  
 3.2. Instability criteria.  
The critical strains 0ε , φε , and θε  defined in Sec. 1 correspond to the following respective 

conditions [6–8, 21, 22]:  
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 0<fS ,           (7) 

 τεσ pf hS &)( −−< ,         (8) 

and 

   ippf ShhS τεστεσ && )(2)( −−−−< ,        (9) 

Similar to the above, the relaxation time in Eqs. (8) and (9) is usually taken equal to wt . Equation 

(8) can be rewritten in the form 
 Ω−−<−− )(3/)exp( 3/1

2
3/1

21 σhtPtPPS aai        (10) 

and Eq. (9) in the form 

 1/3 1/3
1 2 2exp( ) / 3 ( ) 2 ( )i a a iS PP t P t h h Sσ σ− − < − − Ω − − Ω .                 (11) 

 Equations (1)-(6) qualitatively describe normal behavior of cε for any of the three criteria.  

To capture inverse behavior, it was suggested to allow for strain dependence of some model 
parameters [19, 20]. In particular, it was supposed that the factor mcCH '  in the parameter 1P  

depends on strain because the conditions of unpinning of a dislocation from solutes are affected by 
neighboring dislocations. In the present work, 1P  as well other parameters of the theory were 
determined experimentally so that such dependence was taken into account in a natural way.   
 
4. Experimental results and data processing  
 4.1. Deformation curves and the accompanying AE. 
Figures 1 presents an example of a )(tσ - curve recorded at aε& = 2 × 10-5 s-1. The corresponding 

time derivative is traced in the inset to emphasize the observed discontinuities. The deep stress 
drops occurring at cε  correspond to the so-called type C behavior typical of the PLC effect at low 

strain rates [2,17]. It is known that each of such serrations is caused by a short-time high-rate 
deformation within a localized (sometimes several) band (e.g., [44]). Small stress serrations are 
clearly seen before cε . In [34], it was suggested that such serrations are due to surface defects 

because they are observed in unpolished as-rolled samples but can be suppressed by mechanical 
polishing. Similarly to these results, mechanical polishing of the studied specimens effectively 
suppressed the small serrations. However, control tests showed that if it is followed by either 
chemical polishing or annealing at 400 °C, the serrations are restored and sometimes become even 
more distinct than in the initial samples. This observation contradicts the conjecture of sporadic 
fluctuations induced by the surface imperfection.  
 The nature of both small and large stress drops becomes clearer from the analysis of the 
accompanying AE. Figure 2 compares the derivative )(tσ&  with the respective series of amplitudes 
A and durations D of AE events in a strain interval corresponding to a well-developed PLC effect. 
The representation using bars for the values of A and D helps establishing a correspondence 
between the stress drops and the AE events. It can be seen that the latter are generated everywhere 
and have similar amplitudes so that the instants of plastic instability are undistinguishable from the 
intervals of smooth plastic flow with regard to the A- range. At the same time, the stress drops are 
perfectly correlated with bursts in the AE duration which almost reaches 10 ms, as compared to the 
general range below approximately 0.3 ms. As suggested in [36, 38], this can mean that a 
macroscopic stress drop is not caused by a single catastrophic dislocation avalanche but occurs 
through chaining (synchronization) of dislocation avalanches similar to those accompanying the 
smooth flow. Figure 3 illustrates that the synchronization operates long before cε  and is very strong 

during the PLC instability. Indeed, it can be seen in Fig. 3(a) that small stress drops correspond to 
clustering of AE events. At the same time, there is nothing extraordinary about these hits although 
several of them show amplitudes and durations somewhat larger than their neighbors. Indeed, 
similar A and D values are observed during smooth plastic flow, e.g., around 4200 seconds. The 
accompanying Fig. 3(b) shows that during each large stress drop, the synchronization is so strong 
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that one of the hits is extremely long, while no effect on A can be recognized.2  It can be supposed 
that for a given alloy, there is no difference between the elementary dislocation avalanches 
participating in smooth plastic flow, small stress drops, or large serrations, but the three situations 
differ as to the degree of correlation between the avalanches.  
 
 4.2. Analysis of the transient kinetics.  
 For each specimen, the strain dependences of iS , Ω , and 1P  were found by numerical 

integration of Eqs. (2)-(6) over the entire series of transient cycles performed during its 
deformation. The integration started from a set of iS , Ω , and 1P  values independently adjusted for 

each transient cycle and the best fitting functions were found by successive iterations. Figures 4 and 
5 show examples of comparison of experimentally observed and calculated transients as functions 
of plastic strain and time. It can be seen in Fig. 4 that τ takes on rather large values corresponding 
to usual estimates of tw for low strain rates. In particular, these data render a value of τ = 6 s 
around pε = 0.5 % and τ = 14 s close to the onset of the PLC effect, around pε = 3 %. Both figures 

demonstrate that the calculated curves practically coincide with the experimental ones, especially 
for the downward jumps in aε& . For upward jumps, the experimental records show somewhat 

smoother approach to saturation than the theoretical dependences (see Fig. 4). Given its 
phenomenological nature, Eq. (3) seems to reflect less adequately the real process in this case. 
Moreover, it is quite natural that the transition from a higher to a lower aε& -value and the return 

transition may have somewhat different kinetics because in the former case, the relaxation process 
should be mainly controlled by the pinning of dislocations on obstacles, whereas it corresponds to 
their unpinning in the latter case (cf. [45]). The differences in the kinetics of these two processes 
were not explored in the present work. The experimental data described below are given for 
downward transitions. This choice is also due to a more frequent occurrence of sporadic stress 
drops upon upward transitions, which makes the analysis more difficult. Their higher probability is 
most likely caused by the rapid growth of the flow stress immediately after the upward aε& -jump. 

 The calculations display good agreement with experiment not only in the case of the time or 
strain dependences of σ but also for the time evolution of pε  or pε& , as illustrated in Fig. 6. This 

figure also shows that the evolution of pε&  during the transient process is not monotonous. 

Immediately after the change in aε& , it falls to a value noticeably below the stationary plastic strain 

rate which is reached afterwards. The same effect occurs upon the return transition: pε&  initially 

increases above the subsequent steady-state value. This effect may also contribute to the increase 
in the probability of stress drops after the upward change in aε& . Therewith, at  evolves 

monotonously, as illustrated by the time dependence of the ratio at/Ω  which has the meaning of 

strain rate (Ω  can be considered constant on the scale of Fig. 6).  
 The data on the dependences of iS , 1P , and Ω  on pε , where pε  is taken at the instants of 

switching the aε& , were found to fit unique functions for different samples and strain rates (see, 

e.g., data for 1P  in Fig. 7): 2/1
10 pi SSS ε+= , 2/1

10 pεΩ+Ω=Ω , and pPPP ε11101 += , with 

parameters S0 = (0.275±0.021) MPa, S1 = (6.07±0.15) MPa, P10 = (5.6±0.2) MPa, P11 = (418±10) 
MPa, Ω0 = (4.2±3.8) x 10-6, and Ω1 = (1.02±0.03) x 10-3. The uncertainties were estimated as the 
least-square error of calculation of the slopes of the corresponding dependences. It is noteworthy 
that the results were also virtually independent on whether the measurements were made on the 
samples demonstrating small stress drops or on the polished samples without small serrations. The 

                                                 
2 A more detailed analysis shows that some superposition amplifying A-values can sometimes be detected. Such 
analysis will be published elsewhere.  
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estimate of P2 approximately equal to 0.55 s-1/3 was obtained from comparison of the transient 
processes for different reference strain rates. Although all these estimates were obtained from 
measurements in a relatively narrow strain-rate range, their independence of the strain rate is fully 
consistent with the assumptions of the model [6] and provides a basis for calculation of the 
dependences of Sf  on pε  and pε&  and construction of the instability maps in (pε , pε& )-coordinates 

using the criteria (7), (10), and (11).  
 The results of calculation of )( pfS ε -dependences for various aε&  are presented in Fig. 8. It 

can be noted that for the investigated aε& -range, Sf  takes on negative values practically from the 

beginning of plastic flow. Figure 9 compares the results of cε  measurements with the instability 

maps.  It can be seen that the tested alloy displays "inverse” behavior in the investigated strain-rate 
range, with cε  approaching an approximately constant minimum level when the strain rate is 

increased, similar to earlier studies on various materials. The values of cε  lie between φε  and θε , 

in agreement with the data reported in [6,21,22]. An additional critical strain designated as Sε  is 

plotted to indicate the occurrence of the first small stress drops. Such serrations occur very early so 
that the values of Sε  are rather small and show strong scatter. Globally, the data on Sε  are 

bounded by )(0 pεε & -curves corresponding to the simple criterion of negative SRS.  

 
5. Discussion 
 The data presented in Figs. 4-9 testify that the DSA model reproduces rather well the kinetics 
of plastic flow upon abrupt changes in the imposed strain rate and, therefore, provides adequate 
estimates for various parameters determining the SRS value and the characteristic relaxation time. 
In spite of the fine prediction of the kinetics and a good agreement between data for many 
specimens, as illustrated in Fig. 7, the criteria of plastic instability only qualitatively agree with the 
experiment. As a whole, the criteria obtained for an oscillatory and exponential growth of a small 
perturbation allow estimating the lower and the upper limits of cε , consistent with the totality of 

results of earlier investigations. As stated in Sec. 1, these two criteria were suggested to consider 
relaxation kinetics in order to take into account the finite time needed to develop macroscopic flow 
localizations [6], whereas the negative SRS criterion determines itself the instability of the uniform 
plastic flow [5]. The following experimental observations and comparison with theory shed light 
on the physical meaning of these criteria and help understand their limits.  
 1. In [6], relationships describing the development of plastic instability were derived in the 
framework proposed to characterize the stress relaxation kinetics in the presence of retardation 
effects, generally assumed to be dislocation pinning. Using the predictions [6] and the above 
experimental estimates of the parameters of theory, the estimate of the characteristic time ϕt  of a 

stress drop can be obtained for strains between the limits determined by Eqs. (10) and (11): 

τστεθϕϕ >×Ω−=≥ )/(])/[(()( fif SShStt . Even if this inequality may not be satisfied for 

larger strains, ϕt  is close to τ in this case too, as can be expected for a process governed by the 

suggested relaxation kinetics. However, it is well known that the duration of sharp stress drops 
occurring at low and intermediate strain rates is very small. The significance of this discrepancy 
already follows from mechanical tests despite their low time resolution. Indeed, control tests using 
short acquisition time to record )(tσ -curves show that ϕt  is less than 0.1 s for aε&  around 10-5 s-1, 

i.e., at least 2 orders of magnitude smaller than τ estimated from the tests with aε&  jumps. The AE 

data testify to very fast kinetics of plastic instability corresponding to a millisecond time scale (see 
Figs. 2 and 3). These data also agree with high-precision measurements with the aid of capacitance 
strain transducers [23] or infrared thermography [25]. The analysis of the available literature 
testifies that the conclusion that there exists strong discrepancy between the experimental estimates 
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of τ and ϕt  is valid for many materials almost in the entire strain-rate domain of existence of the 

PLC effect, perhaps except for the highest strain rates.   
 2. Assuming that the characteristic relaxation time of deformation processes corresponds to 
the extremely short duration of the development of plastic instability, criteria (8) and (9) are 
reduced to the simple criterion (7) of a negative SRS. As follows from Figs. 8 and 9, this condition 
is fulfilled practically from the beginning of deformation. It is thus natural to suggest that small 
serrations which occur virtually immediately after the elastoplastic transition are also a 
manifestation of the PLC effect. Herewith, the large scatter of the data for Sε  may be caused by the 

influence of the initial microstructure which can strongly vary between samples. This conjecture is 
corroborated by the control tests which proved that the small serrations suppressed by mechanical 
polishing reappear after chemical polishing or annealing. It can be supposed that the "smoothing” 
effect of the mechanical polishing is not due to removal of surface defects, as suggested in [34], but 
to an increase in the defects density near the surface. Indeed, the latter may homogenize plastic 
deformation by either hindering the progress of weak deformation bands [46] or, alternatively, 
providing dislocation sources to relax the local stresses. Finally, the suggestion that small and large 
serrations are of the same nature also agrees with their similar duration that can thus be supposed to 
be controlled by the same mechanism of development of plastic instability.  
 3. The AE measurements provide a direct proof of the above conjecture. Indeed, the data of 
Fig. 3 confirm that plastic flow is essentially an avalanche-like process and demonstrate that two 
kinds of serrations only differ by the efficiency of clustering of dislocation avalanches.   
 It is clear from these observations that at least at low enough strain rates characterized by 
abrupt stress drops, an adequate description of the PLC instability should combine two 
mechanisms: (i) the DSA which determines the loss of stability of uniform flow when the SRS 
becomes negative and (ii) the phenomenon of synchronization of the dislocation dynamics 
determining the formation of a deformation band during a stress drop. The success of the criteria 
taking into account the growth of a small perturbation is likely due to the fact that they mimic the 
effect of synchronization of dislocations. In particular, exponential perturbation growth 
corresponds to the complete synchronization of dislocations. It is thus not surprising that this 
criterion somewhat overestimates cε . Moreover, general models of dynamical systems showed that 

synchronization phenomena can occur in systems with negative rate sensitivity [47]. It is therefore 
possible that in the case of plastic flow, the conditions of synchronization may correlate with the 
instability criteria. 
 An additional argument in favor of this viewpoint is the absence of continuity between the 
evolution of small serrations and the sudden occurrence of deep drops. It is difficult to explain on 
the sole basis of the DSA model the parameters of which continuously change with strain. As can 
be seen from Fig. 1, the size of small serrations grows initially, and the extrapolation to large 
strains makes one think that they could have reached the level corresponding to the “classical” 
PLC instability. However, they stop growing after some deformation and become rarer and less 
regular before the onset of the PLC effect. Such a discontinuous change of behavior could be 
explained as stemming from the change of conditions for dislocations synchronization, as 
suggested in the following scheme.  
 An individual avalanche of dislocations, such as those generating short AE events, is not 
powerful enough to provide a visible drop in the flow stress. The macroscopic plastic instability 
requires synchronization of dislocation avalanches. Its development is not determined by the 
relaxation time τ, as is commonly believed, but by the time necessary for the development of the 
synchronization process, which can be much smaller (cf. [11]). The internal stress is low and rather 
heterogeneous at the initial stage of deformation. Hence, there is a low probability that the 
dislocation avalanches generated in the regions of local stress concentrations will trigger other 
nearby avalanche events. Thus, their synchronization will be weak and occur sporadically, giving 
rise to small serrations. The resulting work hardening leads to two effects. On the one hand, the 
increasing number of obstacles to dislocation motion prevents the mobilization of dislocations and 
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thus inhibits the process of synchronization. This change is likely to be the reason of the 
diminishing frequency of small serrations. On the other hand, the same reason leads to both an 
increase and homogenization of internal stresses. Also, the density of the mobile dislocations 
grows with deformation. Both these factors can finally create conditions for strong synchronization 
of dislocations and result in the occurrence of larger stress drops3.  
 The suggested scheme would work at low enough strain rates when relaxation time τ is 
greater than the time of synchronization. It is noteworthy that the DSA model might provide a 
sufficient framework to predict the critical strain if the characteristic synchronization time is 
greater or comparable with the relaxation time. Then, both the development of strain localization 
and the return to the steady state will be controlled by the same relaxation time τ. This may be the 
case of high strain-rate behavior which remained beyond the scope of this paper. Besides, it may 
concern industrial alloys in which the appearance of the PLC serrations at low strain rates displays 
a smooth oscillatory character predicted by the DSA model. This difference with regard to binary 
alloys may be caused by precipitates that impede the correlation of the dislocation dynamics so 
that the plastic flow localization should be less pronounced. Indeed, recent observations proved 
that the precipitates promote deformation band propagation in a wide strain-rate range, whereas it 
is only observed at high strain rates in binary alloys [48]. The local DSA model might remain 
adequate in a larger strain-rate range for such materials.  
 
6. Conclusions 
The question of the limits of the DSA models in reproducing the critical strain for the onset of the 
PLC effect is usually formulated as "Why can't these models do a better job predicting critical 
strains?" Taking into account that macroscopic stress drops require collective motion of hundreds 
of thousands of dislocations, it can otherwise be asked why the local models that do not consider 
self-organization of dislocations and overestimate by orders of magnitude the stress drop duration 
are at all able to provide satisfactory results. The present paper tried to accommodate these points 
of view by combining the traditional experimental approach to the verification of the predictions of 
DSA models with an acoustic emission study of the collective nature of the dislocation dynamics.  
 
In summary, the following conclusions can be drawn:  
1. Strain dependences of various parameters of DSA models are experimentally determined for 

the first time using a typical AlMg alloy. These data allowed for a thorough revision of the 
DSA model predictions.  

2. The results obtained show that such models adequately describe the relaxation kinetics upon 
step-wise changes of the strain rate. At the same time, the values of the critical strain for the 
onset of the PLC effect only qualitatively agree with the experimentally measured values.  

3. The kinetics of the stress drop can be much faster than the model prediction and, therefore, the 
conditions of the nucleation of the corresponding deformation band must be controlled by a 
different mechanism, at least at low enough strain rates. 

4. The experimental data, in particular, behavior of the AE accompanying the plastic deformation 
testify that this mechanism can be the phenomenon of synchronization of deformation 
processes. 

5. The good prediction of the critical strain using the criterion of exponential growth of a small 
perturbation, as well some systematic overestimation of the predicted values, is likely to be due 
to the fact that this criterion corresponds to a requirement of the complete synchronization of 
dislocations.    

 

                                                 
3 From the first view, the perfect synchronization could even produce a catastrophic process involving the whole 
sample. However, this process is stopped because of the fall in the applied stress due to the elastic reaction of the 
deformation machine when the plastic strain rate exceeds the imposed strain rate (see Eq. (6)).   
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Figure 1. A portion of the deformation curve ( )tσ displaying small and large stress serrations. Inset: 

(a) the entire deformation curve; (b) time dependence of the derivative dtd /σ  during the initial 

portion of the deformation curve of an Al-3%Mg sample ( aε& = 2 x 10-5 s-1). The beginning of deep 

falls in dtd /σ  around 6500t ≈  s corresponds to the conventional critical strain cε  for onset of 

type C serrations. 
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Figure 2. Time dependences of the time derivative dtd /σ  of the flow stress, duration D, and 

llogarithmic amplitude A of AE events in an Al-3%Mg specimen during the PLC effect ( aε& = 2 x 

10-5 s-1). 
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Figure 3. Portion of a deformation curve ( )tσ , amplitude A, and duration D of the accompanying 

AE events for strain intervals (a) before the onset of deep PLC serrations and (b) during deep 

serrations. Note the logarithmic D-scale in Fig. 3b. aε& = 2 × 10-5 s-1.
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Figure 4. Time dependence of the flow stress after switching aε&  from 1.25x10-5 s-1 to 4.15x10-5 s-1 

(at the instant t1) and back (at the instant t2). 1 – Experimental data, 2 – Results of calculation.
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Figure 5. Dependence of the flow stress on pε  after switching of aε& -value. 1 – Experimental data, 

2 – Results of calculation.
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Figure 6. Evolution of the plastic strain rate after switching aε&  from 1.6 x 10-5 s-1 to 5.3 x 10-5 s-1. 1 

– Experimental data, 2 – Results of calculation, 3 – evolution of the ratio at/Ω . 
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Figure 7. Dependence of the parameter 1P  on pε  (data for various samples and various aε& -values).
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Figure 8. Strain dependences of the strain-rate sensitivity of the flow stress for various pε&  (numbers near 

the curves give pε& -values in s
-1

).
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 Figure 9. Experimental data for the critical strains cε  (solid symbols) and Sε  (open symbols) 

corresponding, respectively, to onsets of deep and low-amplitude stress serrations. The data are 

plotted as functions of the plastic strain rate. The lines show the calculated boundaries of unstable 

plastic flow, corresponding to criteria (7) 0ε , (10) φε , and (11) θε .  In each case, unstable behavior 

corresponds to the regions inside the curves. 

 


