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Abstract. Solid Nitrogen (SN can provide a uniform and stable cryogenic environment for
High Temperature Superconducting (HTS) systems such as bulk samples during their
magnetization and/or characterization. In this paper, a @Wling system consisting of a
cryocooler Sumitomo CH10 and an exchanger in a Liquid Nitrogen g) Nathis studied In

order to design this cooling system, an analytical model based on a nodal method coupled to a
formulation of the thermal capacity wesalized. The model considers the thermal parameters
variation as well as the phase change of the Nitrogen. In order to compare our results, we
performed a 3D simulation on COMSOL Multiphysid$ie performance of the cooling system

was evaluated by measunents and we estimate that 10 L of.lddn be cooledownto 25 K

in 45 hours.

1. Introduction

As shown in[1], thermal effects are the greatest limitation for controlling riegnetization of
superconducting bulks during a Pulsed Field Magnetization (PFM) method. The performances of High
Temperature Superconductors (HTS) are enhanced by decreasing their operating terjeBtue

we aim to obtain a mommfortable environment by freezing and cooling a Liquid Nitrogen) bisth

down to 5 K. In addition,a coldmasscan be a reliable solution in superconducting applicaf®~4.

Several methods have been developed to stuglphase changes of materials. The present enhanced
enthalpymethodhas been consideredtheoretical basis for the description and prediction of complex
cooling and thermal procesq8%. Some others have proposed a stepwise thermal analysis of a cooling,
i.e. thermal capacities are defined for epbhse liquid, solid, and sadl under 35.6 [9].

In this paper, a whole cryogenic system for freezing isNstudied. It consistef a cryostat,
manufactured by Cryo Diffusion, a Sumitomo @QHO cryocooler and a homemade Oxygeae High
Thermal Conductivity (OFHC) heat exchanger as showfigare 1. We simulate the cooling and
freezing process from an analytical nodal method coupidda Heat Capacity FormulatiotCH
NodalModel). We also compared our model with a numerical simulation based on a 3D Finite Element
Method (FEM) implemented on COMSOL Multiphysics software

2. Cooling system

The heat transfer from the cold head to the bhlith is achieved by thermal conduction thanks to a
proper heat exchangerhe heat exchangdigure 1consists of a Bm thick square plate of 440m

side length. The choice of this shape was made in order to homogenize the temperature in the radial



direction since the cold head is not located at the center of the systemodisane then placed on the
bottom of the LN bath and connected to the thick square plate using flexible thermaltliek®ds are

540 mm long and have a square crasstion of 30x30 mm#ach bar is connected with two flexible
bars to ensure a good continuity of heat flawan example the bar number 10 is connected to the square
plate with two flexible bars¥®nd 6. The four rod<10,11,12and13are brazed using silver on the heat
exchanged 4, which is made from a copper plate of 1 mm thick, 150 mm wide anaRperimeter
rolled on a 250nm diameterThisheat exchangewas manufactured in our laboratory and corrugated
in order to increase the heat exchange surface. The whole set of cappevgighs about 4Ky.

Figure 1. 3D view of the heat exchanger fabricated in our laboratory designed to solidify ni
using a Sumitomo CH10 cryocooler and the notation of the different parts implemented in our
model.

3. Analytical model

The design and sizing diie cooling system requires an analysis of the geometry and the choice of
materials for the different components of the sysfEhis analysis requires a fast and effective model

for the sizing processThe 3D finite element calcatlionis easy to implement and likely to be precise

but requiresan important computation tim&herefore an analytical model is detail@dthis sectiorto

provide a more efficient design to®he analytical model is a thermal nodal network, the imalvork
comprised only few nodes and was further expanded to account for the complex parts of the heat
exchanger and the L.Nbath until reaching the following model.

3.1. Nodal analysis

The temperature variation of each element is calculated using a nodadm&thetwork of thermal
resistors and capacitors has been developed according to the geometry of our system and used to solve
the heat diffusion equatida0O]:
dT . —

r¢ =R «iv(k gfadT) 1)
where r is the densityC, the heat capacityl, the power per unit of volume arldthe thermal
conductivity.In fact,the cooling system is divided into several equivalent thermal elevafisrshown
in figure 2a, each component of the cooling system is represented by a uniform thermal capacity and a
thermal resistance netwqrKhe formulas for the thermal resistance in the different directions are
presented in Table 1 ifi1]. For our cooling case, the cryocooler head is in contact with the upper
boundary of the part number 1 as shown in figure 1. For this purpose, we define g po@lier



generator on the boundary of the part numbdtutthermore, the nitrogen bath was discretized in the
radial directionto studythe thermal gradienAs shown in figure B for the temperature analysis, we
apply the analogy with Kirchhofflaw [12] andrealize a flux analysis on all the nodssthat

dT 4
=R A G.(T, T) (2
dt m=1
(b)
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Figure 2. (a) Thermoelectric circulby analogyof a single element, (b) Simplified schematic of -
nodal network, thdeigearea represents the copper parts and the dvem represents the rad
discretization in the nitrogen batfiheindexesof each resistance and thermal capacity of the co
part correspond to the numbering of the parts indicatédune 1.

wheren is the node under studiyis the set of nodes amis the heat source injectedaatoden. Gnm
is the thermal conductance, it is equal to the inverse of the thermal resRtarieeG,, =1/ R,,. The

equationsarethenwrittenin amatrix form:

[C]l:T 44 ¥ P (3)
i
with A, =G,, and A, = 4 G,,. As shown in[13], the heat capacity matrfC] is a diagonal
m=1
matix, [A] is the thermal conductance matrix aRdis the ®oling powervector The thermal
conductanceAn, and Anm represent the diagonal and agiagonal terms of the conductance matrix A,
respectively.



3.2. Phase change

In this study, the thermal propertiekthe nitrogerC, andk, and the cryocooler power are functions of
the temperature. However, a constant denrsisydefined for both liquid and solid phase.

To account for phase change, the thermal equitieolvedafter specifying the properties ophase
change material based on the apparent heat capacity formJygjtidrne principle here is to add the
latent heatL to the energy balance equation exactly when the material reaches its phase change
temperaturé. I't i s assumed that the transTaaumBd i on t ¢
as shown iffigure 3 In this interval, the phase of the material is modelled by a smoothed furttion,
representing the phase fraction before the transition, which is equal to 1 hefo®T/2 and O after
Tpc + AT/ 2. The specific enthalphl is expressed by:
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Figure 3. Smoothed transition functioré andd, between phase 1 and ph&se

wherein theindexes“ p h 1"~ and “ph2” indicate the phases,
differentiating with respect to temperature, the equédityives the following formla for the specific
heat capacity

ds, (T)

Cp (T) = (ql(T) Cp phl( T) + Q( T) Cp, phz( T)) (+th2 H pr)LT (5)
wherebn is the mass fraction here equal to:
b, (T)=5( 4(T) - 467)) (©)

since a constant densityis assumed in both phasés.the perfect caseyhend: is the Heaviside
functiors, i.e. equal tdl before Ty andO after Tpe, and converselyor d>, db, /dT is a Dirac pulse.

Finally, the effective thermal conductivity reduces to:

k(T) = (T) Kona(T) +&(T) Kol T @)

4. Experimentation process

As shown infigure 4 Sumitomo's CH110 77Kryocoolerwas used as the cooling source powered by

an F70cooled compressor to provide helium circulatibnaddition, aconventionaPfeiffer Hi-Cube

300 vacuum pumpras used for pumpingrigure 4b shows the main steps used for the solidification of
nitrogen, he first step is to start tigrecoolingof the cold head and the cooling systen77 K, then
thecryocooler is stoppeahnd tke bathis filled with liquid nitrogen For this purposgéemperature sensors

have been placed at different levels of the bath to determine the level of nitrogen filling. Then, the



cooling with the cryocooler is restarted atite pumpingbeginto ensure a@pd vacuum inside the
cryostat.
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Figure 4. (a) Overview of all the cooling system, @rpcessappliedin order to solidify nitrogen.

5. Results

5.1. Test of the heat exchanger without load (without liquid nitrogen)

Various tests were performed to ensure the correct design of the cooling system. First, the cooling system
was tested undero load, i.e. without liquid nitrogen. Figufga shows the temperature distribution of

the different elementsf the exchanger. The index of each temperature corresponds sertber

location according tofigure 1. It can be noticed that to cool about 40 k@®&HC copper using a
Sumitomo CH110 7K cryocooler, it requires & of cooling at an initial temperatucé 298 K. In

addition, the average cooling rate was 34 K/h. Figbrghows the temperature of the different elements

in steady state at= 10 h. The temperature difference between the hottest poiand the

(@) (b)
300 : : : : ‘ ‘ : : :

29 F

[54

wn

[=}
T

[Sod
(=3
(=]
T
[ 4
2]
T

Measurement

Tcweruge ~34K/h

501 N

0

Temperature, 7 (K)
S 19
(=} [=)

Temperature, T (K)
[}
~

b
[«

251

0 2 4 6 8 10 10.34 1036 1038 10.4 10.42 1044 1046 1048
Time, ¢ (hour) Time, ¢ (hour)

Figure 5. (a) A ncload test of théemperaturef the different cooling system elements as a func

of time, (b) Steady state temperature in the interval of 10 hours after the start of cooling. The

of eachsensorcorrespond to the part numbegishown irfigure 1.
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Figure 6. (a) Analytical formula ofthe cooling capacity ofthe SyumitomocryocoolerCH-110 77K,
(b) Analytical expression of the variation of the specific heat of copper and nitrogen ud€g-ir
NodatModeland FEM.
coldest poinT; in steady state was about 4.5 K. In other woFds,24.9 K andl'.= 29.4 K.In addition,
the location of the hottest and coldest points allows us to place only two sensors inséearhdhe
exchanger in order to see the behavior of the exchangagditrogen solidification tests.

5.2. Load testing and validation of model performance

In this section, an evaluation of the performanoé the previously presented model through a
comparison with a 3D FEM calculation and measurenmisrgerformedThe HCF analytical model is
based on the coupling of a nodal method and a heat capacity formulation, the thermal conductivity is
considered constaaindequal to 0.15 W/m/KH14,15] and 033 W/m/K [16] during the liquidand the

solid phase respectiveliffhe studyof the problemnis transienandensured by théodel58 s ol v er
Matlabsoftware the relative tolerance is equal to*Hhd a maximum step time of 18 has been used.

The 3D FEM model is realized on COMS®Aultiphysics softwareThe physiomoduleusedin this
softwareis heat tranfer in fluids. Themodel of thenitrogen is defined as a fluid with a liqusdlid

phase change at 63.1 Rhe thermal conductivities of materials are defined as varying with temperature
[17,18] The latent hedlt of the liquidsolid phase change is defined in the same way in both models, it
is equal to approximately 25 kd/[19]. As shown irfigure 6a, an analytical function is definethe
cooling power of the CH.10 77K cryocoolef20]. Based on the dafal] and[22], figure 6b shows the
analytical expression of the variation of the specific heat of copper and nitrogen k#€B-kodal
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Figure 7. (a) Temperature at the center of the nitrogen bath as a function of tingegly state
temperaturén therange of45 hoursafter the start of theooling.



Modeland FEM.In theHCFNodalModel, an analytical specific hehinction is defined that takes into
account the liquigolid transition at 63.1 K and thef phase transitiorSeveral works were carried
out in order to determine the various crystalline structures of solid nitrogen. Indeed, the work of T.A.
Scottsumnarizes the experimental and theoretical literature on liquid and solid nitrogen where the
different crystal structures and thermodynamic properties havepbesented16]. In this article we
areparticularlyinterested in the liquidolid phasehange For the| § phase change temperature we
rely on the work that is accepted as the best of Giauque and Clayton, F&5.61 K[23].

In order to reduce the cooling time, the diameter of thewasireducetb 600mm. For this purpose,
the space between the actuatibdiameter and the copper exchanger was filled with polystyféee.

two modelswere comparedHCFNodatModel and FEM, for 10 L of nitrogen in a bath of 250 mm
diameter and 200 mm height.

Figure7a shows the evolution of the temperature function of timed6FNodalModel, FEM and
the experimental dat@he temperature sensbris placed in the middle of the bath, i¢100mm from
the bottom of the nitrogen ba#nd ata distance of 125 mm from the inner radius of the copper
exchanger.We can see at first that both models have a good match with the measurement as they are
both accurately predicting the cooling time needed to reach the steady state7Fighogvs tlat the
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relative errofl in steady statbetweenHCFNodatModel and FEMis negligible. The relative error
betweenboth models and measuremeigsalmost negligibleabout 0.62% in steady statdowever,
whenthe transition from liquid to solid phasecursat 63.1 K, we can observe a difference between the
models. We can exain this mismatch by two main reasariarstly, the HCF model does not consider

the variation of the copper and nitrogen thermal conductivity with the temperature whereas FEM does.
Secondly, in the Lhbath,HCFNodalModelconsider only the radial variation of the temperature while
COMSOL consider the heat flux in every direction. Moreover, the simulation time of HCF is about
42.42seconddor 32 nodes, which i46.5times faster than FEM for a simulation wBB3067 mesh

nodes and3102 degrees of freedom. ThuslCFNodalModel appears to be a good compromise
between computational cost and precision.

Additionally, there is avisible difference between the two models and the experiment that can be
explained by the assumptions we made on the liquid bath. Indeed, both modeisuanéng a purely
conductive heat transfer in the L&ihd are completely neglecting the convection leading to an important
underestimation of the effective thermal conductivity of the bath. This effective theomadictivity
consideringconduction and corection is nonetheless difficult to determine a priori. Therefitree
sensos were placedn the radial direction of the bath to measure the temperature at different locations.
As shown in figureBa, T:1 sensolis located at theenterof the bathand T, and Ts sensorsare spaced
33mm and 66 mm respectively from. Figure8b shows the temperature of #eethreesensorsluring
the experiment at the ligugblid phase chang&he three temperatures are almost identical in the liquid
stateof the nitrogerand differonly during the transition. As was expected, tiiteogenlocatedclose to
Ts sensolis completelyfrozenat 2.38h whereashis phase change is completed at Zh&td 3.52 for
T, and T, respectivelyFigure8c shows the temperature at tsensodocatiors for HCFNodalModel
with kinz = 0.15 W/m/K which is the conductivity value assumed beforehand considering only the
conduction.A difference between the thraensors iwisible in the liquid state whereas theiseno
visible gradient in the measurements. Therefore, fig@areshows theHCFNodalModel temperatures
at the probe locations with an equivalent conductikity = 10 W/m/K aiming to account for the
convectiona posteriori. For this new value, it appedhat the modelling of the phase change is
significantlymore accurate than the initial assumption.
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Figure 9. (a) Real imaggtaken by a camera inside the cryostat at different times. (b) 3D view
temperature prai of the cooling system and the nitrogen simulated by COMSOL Multiphysic:



Figures9a and 9b show actual images taken by a camera inside the cryostat and the temperature
profile of the cooling system and the nitrogen at different tieshe beginning of the phase change,
att =1.59 h, the temperatures of ttieur copper rods numbered 10, 11,drid 13 are verglose, i.e. a
temperature difference of abouk2is observedThis conditionguarantees a homogeneous cooling in
the azimuthal and longitudinal direction of the nitrogen bath. Moreover, during the phase change the
pressure inside the crstat is almost constant and equal to about 125 mbar.

6. Conclusion

In this paper, a fasinalytical model is set up, based on the coupling of the nodal method to the heat
capacity formulation in order to take into account the phase change of the fluidjudartdi solid state.

This work was completed by a 3D simulation on COMSOL Multiphysics. The two models were
compared by experimental work addition, the possibility of using an equivalent conductivity in the
nitrogen bath t@ posteriori accourfor convection was mentione@®n the practical side, the design of

a cooling system to freeze the liquid nitrogen was successfully reaidditionally, the cooling system
guarantees raalmosthomogeneous cooling of the nitrogen bath in the azimuthéll@mgitudinal
direction.This work will be continued in our laboratory and magnetization tests and characterizations
of HTS bulks in frozen nitrogen at temperatures betv@eK and 60 K are planned soon
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