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In this paper, we demonstrate that it is possible to combine two computational approaches, usually used in
very different contexts, namely, the Green-Kubo formalism and statistical approaches, to solve the Boltzmann
transport equation to calculate the thermal conductivity of semiconductors. In this framework, first the phonon
transport is solved by the Monte Carlo method according to the Debye-Callaway or Holland formalisms, then
the flux autocorrelation is calculated. This new approach has been implemented to calculate the properties of
Si, Ge, GaN, and C (diamond) in an extended temperature range, from 50 to 600 K. The simulation results are
compared with those given by experimentation, with very good agreement.
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I. INTRODUCTION

Thermal transport properties of semiconductor materials
have been extensively studied since the early 1960s, with
the continuous development of sciences related to electronics
and their applications [1]: first, with more and more accurate
experiments supported by theoretical modeling; then, more
recently, with the increasing use of computational material
science theories like density functional theory (DFT) and
molecular dynamics (MD) at the atomistic level. Such ap-
proaches are now considered of utmost interest for seeking
and characterizing tomorrow’s materials, especially with the
help of artificial intelligence techniques. In thermal sciences,
semiconductors’ most studied transport property is their “lat-
tice thermal conductivity” (TC), which can be derived from
the phonon propagation and scattering. This quantity can
be computed using different approaches, at equilibrium or
out of equilibrium, which are relevant at different scales,
each having advantages and weaknesses. Among them, DFT
combined with the solution of the Boltzmann transport equa-
tion (BTE) is known to provide accurate results with a few
approximations [2,3]. Furthermore, nonequilibrium MD and
equilibrium MD methods [4,5], based on the use of inter-
atomic potential, allow calculation of the thermal properties
of materials. In particular, equilibrium MD uses fluctuations
of heat currents and correlations of the latter give, through the
Green-Kubo (G-K) formalism, access to the TC of materials.
This approach, unlike nonequilibrium MD, does not require
the presence of thermostats and is therefore less sensitive to
the system’s geometry. However, all MD approaches remain
limited to structures involving a few million atoms and should,
in theory, be used for temperatures above the Debye one.
At mesoscopic scales, solution of the BTE in the frame-
work of the relaxation time approximation has also proved
its ability to provide accurate estimation of the TC for bulk
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as well as for nanostructured materials. In this case, Monte
Carlo (MC)–based simulations are well adapted to statistically
mimic phonon transport under a thermal gradient and their
intrinsic and boundary interactions [6]. These three methods
are more and more closely related, as DFT can provide useful
inputs like phonon lifetimes, potentials, dispersion properties,
etc., for MD [7] and MC [8] methods.

In this context, there is room for new methods to compute
a material’s TC that can take advantage of the forces of the
existing ones. Here, we report on the study of equilibrium
heat flux fluctuations by MC and how to determine thermal
transport properties via the Green-Kubo formula. In gases,
very recent work by Bruno [9] shows that direct simulation
Monte Carlo computations combined with the G-K formula
allow one to recover fluid transport properties such as the dif-
fusion coefficient, shear viscosity, and thermal conductivity.
In solids, such an approach can also be used. Indeed, to the
best of our knowledge, we provide here for the first time its
derivation to semiconductor crystals like Si, Ge, GaN, and C
(diamond). In the following, we detail our methodology and
provide comparisons between computed and measured TCs of
these materials over a large temperature range. The phonon
confinement effect and its major impact on nanostructured
materials’ TC are also discussed.

II. PHONON DYNAMICS

A. Boltzmann transport equation for phonons

Phonon dynamics is governed by the BTE. In the classic
assumption of no external forces, it reads

∂ f

∂t
+ ∇K,pω · ∇r f = ∂ f

∂t

∣∣∣∣
col

, (1)

with f (K, p, r, t ) the energy carrier distribution function.
The left-hand side of Eq. (1) refers to phonon transport,
while the right-hand side is related to phonon scattering. In
the MC approach, phonons are considered particles, with a
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FIG. 1. Five phonon trajectories in bulk Si at T = 300 K af-
ter 100 000 time steps (δt = 1 ps) without boundary scattering
(bulk case). The initial particle’s locations are within the green box
(V = 1×1×1 μm).

given frequency and polarization, that travel according to their
group velocity along different propagation directions. Phonon
scattering involves three-phonon interactions and phonon-
impurity or -defect ones. In addition, boundary scattering can
be considered in the case of nanostructure and thus also takes
into account phonon mean free path reduction. “Normal,”
“Umklapp,” and “impurity” scattering processes are here de-
scribed in the frame of the relaxation time approximation,
which allows us to linearize the right-hand side of Eq. (1).
In the MC procedure, phonon scattering is addressed through
the calculation of a collision probability, Pcol, the latter being
a function of the calculated phonon lifetime and simulation
time step δt ,

Pcol(ω, p, T ) = 1 − exp

( −δt

τtot (ω, p, T )

)
, (2)

with τtot (ω, p, T ) the total relaxation time of the phonon mode
(K, p). This relaxation time can be expressed according to the
Matthiessen rule about individual relaxation time inverse sum-
mation. In this study, both the Debye-Callaway model [10]
and the Holland model [11] were used to compute intrinsic
phonon lifetimes considering isotropic dispersion properties
for the four materials of interest, i.e., Si, Ge, GaN, and C.
All these properties are reported in the Supplemental Ma-
terial [12]). For a given initial phonon population, suitably
sampled using the phonon cumulative distribution function [6]
at a given temperature, it is possible to perform time itera-
tive modeling of phonon transport in the frame of the MC
approach and to collect simulation outputs such as particle
trajectories and, of course, heat flux fluctuation along time.
Hereafter are plotted five phonon tracks followed during Nt =
100 000 times steps of 1 ps (see Fig. 1) in the case of bulk
Si at 300 K. Usually, Np = 500 “particles” (phonon) trajec-
tories are followed to ensure sufficient statistical sampling.
Each modification of the trajectory corresponds to a collision
process of the Umklapp or normal type or associated with
an impurity. The number of required time steps depends on
the mean free path (mfp) of the energy carriers. It increases

FIG. 2. Analysis of the particle mfp and phonon state during
successive time steps of the simulation.

as the temperature decreases. Details about these issues are
discussed in the paragraph related to the convergence of the
results (see Sec. II D).

B. Mean free path calculations

For Si at 300 K, phonon transport is in an intermediate
regime between ballistic and diffusive behavior [13]. There-
fore, preliminary investigations aim to identify mfp char-
acteristics between scattering events. In this work, phonon
mfp’s are not directly derived from lifetime analysis assuming
� � vg × τ . Here, a postprocessing analysis of the particle
trajectories is carried out to compute the distance traveled by
a phonon between two distinct scattering events (mfp’s) and
we relate this length to the current state of the phonon, i.e., its
frequency ω and its polarization state LA or TA; the procedure
is the following one.

Mean free path analysis was achieved by considering all
the scattering events that occur during the Nt time steps of
a simulation (typically, Nt = 100 000). For this purpose, we
have used 5 particles among 500 and calculated the length of
phonon trajectories between each collision due to impurity,
normal, or Umklapp processes. The applied procedure is as
follows:

(i) First, we recall that at each time step in the simula-
tion we keep in mind the phonon location (x, y, z), its state
(frequency, polarization), and the nature of the last scattering
event, which can be no scattering (drift; D), impurity (I),
normal (N), or Umklapp (U) scattering.

(ii) At the end of the MC calculation (particle tracking
stage) mfp’s are therefore obtained by computing the lengths
of the particle trajectories between two scattering events, i.e.,
when the state skips from D to I or from N or U (see Fig. 2). In
the Monte Carlo process, for I scattering, only the propagation
direction is randomly redrawn. For N scattering, we conserve
the propagation direction and redrawn phonon frequency and
polarization and thus change the group velocity. For U scat-
tering both the propagation direction and the phonon state are
redrawn.

(iii) Thus, during postprocessing of the results we can
count the number of phonon mfp’s and identify for each of
them the current frequency and polarization (LA or TA).

165202-2
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FIG. 3. Top: Phonon mfp distribution for Si at 300 K. Bottom:
Phonon mfp as a function of polarization, frequency, and group
velocity. Five particles were followed during 100 000 time steps of
1 ps. Phonon lifetimes according to Holland’s formalism [11].

These mfp’s are given in the histogram in Fig. 3 (150 bins
in each of them); they are in the range of some nanometers
to tens of micrometers (at low T ). In addition, we report in
the scatterplots the polarization, the frequency, and the group
velocity (indexed color) of the followed particles (see Fig. 3).
Typically, for Si at 300 K, we count around 7000 distinct
mfp’s for one particle trajectory composed of 100 000 time
steps. In Fig. 1, five particles’ trajectories are considered,
leading to roughly 35 000 mfp’s.

The obtained results are consistent with the expected be-
havior of phonon transport. At low T (100 K), the mfp
distribution is mostly defined by low-frequency phonons
according to the Bose-Einstein distribution. For such low tem-
peratures, very long mfp’s are observed. Increasing T brings
the phonon mfp population to shorter lengths characterized by
an increased number of collisions. The mfp distribution shape
clearly depends on the model used to model phonon lifetimes.
In the case of the Holland model, where a cutoff frequency
ω12 is defined to describe transverse Umklapp processes that
arise at high temperatures, it induces the occurrence of two
peaks in the mfp distribution at T � 500 K.

In the latter considered case (Fig. 1), most of the phonons
undergo collisions for 5 < mfp < 100 nm (90%) and 5% of
them have mfp’s up to 2 μm. A more detailed analysis also
shows that low-frequency LA modes and TA modes on the
edge of the Brillouin zone contribute more efficiently to long
mfp’s. This is naturally related to the chosen phonon lifetime
model used (Holland’s model in this case). Similar tendencies
are observed with the Debye-Callaway model. Other illustra-
tions, at different temperatures that emphasize the transition
between those two limits, are proposed in the Supplemental
Material [12] for both phonon mfp distributions and heat flux
autocorrelations.

C. Autocorrelation calculations

For each of the computed phonon trajectories (particle i),
we also store time variations of the frequency, polarization

branch index, and group velocity. We can thus determine the
instantaneous heat flux of particle i at time t as

q(t, i) = 1

V
p(t, i)h̄ω(t, i)v(t, i)W (t ), (3)

with p the polarization degeneracy index, V the control vol-
ume, and W (t ) a weighting factor defined as the energy ratio
of the theoretical phonon energy in the considered system at
T according to the Bose-Einstein distribution to the sampled
phonon energy. Thus, W (t ) reads

W (t ) = Eth(T )

E sampl(t )
, (4)

where

Eth(T ) =
∫ ωmax

ω=0

∑
p=LA,TA

1

[exp (h̄ω/kBT ) − 1]
D(ω)ph̄ωdω,

(5)

with D(ω) = K2/(2π2vg) the phonon density of state, and p
the polarization degeneracy (p = 1 for LA and p = 2 for TA
branches). Finally, the sampled energy reads

E sampl(t ) =
Np∑
i=1

p(i)h̄ω(i). (6)

The proportionality factor W (t ) is commonly used in MC
modeling of the BTE, as the number of sampled particles in
simulations is always much smaller than the actual number of
phonons. Within this framework, instantaneous fluctuations of
the heat flux around the equilibrium temperature are known
and the Green-Kubo formalism can be applied.

Usually, the assessment of TC with the G-K formalism
relies on equilibrium MD calculation of heat currents in
an atomic system. The resulting expression of the thermal
conductivity is a consequence of the fluctuation-dissipation
theorem [14]; it reads

kα,β = V

kBT 2

∫ ∞

0
〈qα (0)qβ (t )〉dt, (7)

where α and β are the Cartesian coordinates of q (qx, qy, and
qz). Practically, for each time step, the heat flux carried per
each “particle” is calculated and stored. The resulting heat flux
history is split into M = Nt/10 samples to compute discrete
values of the heat flux autocorrelation (HFAC). In this work,
we used the same formalism as detailed by Schelling et al. [5]:

kx,y = V

kBT 2

δt

Np

Np∑
p=1

M∑
m=1

1

Nt − m

Nt −m∑
n=1

qx(m + n)qy(n). (8)

The computed TCs are averaged on the number Np of
launched particles. Time steps are in the range 1 < δt < 5 ps.
Longer time steps are usually required at low temperatures to
follow long correlation times related to ballistic transport of
energy carriers.

We thus can derive the components of the TC tensor. In
Fig. 4 are plotted the HFACs and their integration according
to Eq. (7) for Si at 300 K using computed phonon tracks and
related values of instantaneous heat fluxes. In this particular
case of Si at room temperature, some heat flux components re-
main correlated for more than 1 ns. The latter constitute 3% of
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FIG. 4. Top: Heat flux autocorrelation for x, y, and z components
for Si at 300 K in the bulk. Bottom: Thermal conductivity compo-
nents kxx , kyy, and kzz. Five hundred particles were followed during
100 000 time steps of 1 ps. Phonon lifetimes according to Holland’s
formalism [11].

the total number of energy carriers traveling in the Si domain.
Integration of the HFAC for a duration of 10 ns shows that the
mean TC reaches a constant value of 149.6 W m−1 K−1, in
very good agreement with the experimental one. In addition,
it can be seen that the three components of the TC tensor
are equivalent. This was expected, as we consider here an
isotropic material and a bulk system. It will be shown further
that setting diffuse reflection for phonons that propagate in a
bounded simulation domain will lead to a reduced TC in one
or several directions.

As mentioned above, simulations where energy carriers
have long mfp’s require longer computation times to ensure
a good calculation convergence. Conversely, at high tem-
peratures, the calculation of thermal conductivity converges
quickly. In this sense, the coupled MC-G-K equilibrium ap-
proach is interesting to describe the transport properties at
high temperatures compared to the classical ETB resolutions,
by the MC method, where a thermal gradient is applied [6].
Indeed, in the latter case, reaching the steady state necessary
to establish the heat flow is much longer, which makes such
computations time-consuming. Thus, in these cases, the MC-
G-K method is very efficient. Several illustrations of HFACs
for the materials considered in this work are reported in the
Supplemental Material [12].

D. Convergence of the method

Herein we report some details concerning simulation and,
more specifically, convergence and accuracy of the method
compared to more traditional approaches based on the MC
solution of the BTE. Indeed, there are three main criteria that
might affect calculation convergence: (i) Np, the number of
tracked particles; (ii) Nb, the number of frequency bins over
which the phonon frequency domain is split; and (iii) Nt , the
number of time steps used to reach convergence.

FIG. 5. Temperature fluctuations in the domain vs simulation
time according to the number of sampled particles. Np = 50, 100,
and 500.

Regarding the last criterion, Nt , the choice of this parame-
ter is clearly dependent on the temperature and the nature of
the material. Nt must be sufficiently large so that the calcula-
tion of the autocorrelation of the flux is not biased. That is,
over the time during which a phonon is “followed” we must
ensure that there is no correlation after a finite number of
iterations (here fixed at Nt/10). Of course, if the material is
a good conductor, we have to increase Nt . A similar consid-
eration can be made at low temperatures when the transport
is mostly “ballistic” and the phonons collide rarely. As men-
tioned previously, Nt has been chosen between 100 000 and
200 000 time steps.

Nb is the number of spectral bands used for the calculation;
in this study the number was fixed at 500 over the range from
0 to ωLAmax. This choice corresponds to what is generally used
in the classical MC approach to solve the Boltzmann equation
(under the assumption of isotropic dispersion). Increasing the
number of bands does not significantly improve the accuracy;
if it is reduced to less than 100, there may be biases when
sampling the carrier frequencies.

Finally, it turns out that the choice of Np is not decisive in
the sense that the calculation can be conducted satisfactorily
even with fewer particles (100 or even 50) and give a correct
estimation of the thermal conductivity. On the other hand, we
note a stronger amplitude of the temperature variation when
Np is lowered (see Fig. 5). In practice, during the initial stage,
the theoretical energy of the system, for a volume V and
temperature T , is shared between Np phonons. As phonons
may collide, their frequency may change and, consequently,
their energy and the resulting average temperature. In the
frame of these calculations (which are supposed to be around
an equilibrium temperature), using fewer particles could lead
to larger instantaneous variations of the energy and thus to
larger temperature variation around equilibrium. Multiplying
the number of particles Np by 10 (from 50 to 500) divides
the standard deviation by approximately 3, i.e., from 2.545 to
0.805 K. Here the standard deviation of the computed temper-
ature scales with the square root of the sampled particles. The
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TABLE I. Temperature and thermal conductivity variations as a
function of Np, the number of sampled particles; the case of silicon
at 300 K with the Holland model.

Np

50 100 500

Tavg (K) 300.014 300.007 300.001
σT (K) 2.545 1.827 0.805
k (W m−1 K−1) 150.62 143.44 149.57
σk (W m−1 K−1) 12.95 7.67 1.96

impact on the computed thermal conductivity is low regarding
the average value but leads to larger uncertainties. Hereafter
are reported in Table I the T and k average values and their
related standard deviations.

III. THERMAL CONDUCTIVITY CALCULATION
WITH THE MG-G-K METHOD

At this stage, we have shown that this new method com-
bining MC phonon transport and the G-K formalism works
to recover the value of bulk Si TC at room temperature.
To demonstrate that the approach remains efficient over a
larger temperature range and for several materials, we per-
formed calculations on almost 100 different configurations,
i.e., changing the material (Si, Ge, GaN, C), the temper-
ature (80 < T < 600 K), and the phonon lifetime model
(Debye-Callaway or Holland). For each case, the TC tensor
is computed for the bulk system and simulation results are
compared to available experimental data. First, for the four
considered materials, lifetime parameter sets were computed
in the framework of the kinetic theory model using isotropic
dispersion relations. Experimental TC values have been taken
from the literature for Si and Ge [15], for GaN [16], and for C
diamond [17].

We first report the Si and Ge results. In both Figs. 6
and 7, red circles correspond to the material bulk thermal
conductivity obtained by applying kinetic theory. For the
sake of clarity, only data obtained with the Debye-Callaway
model, using the kinetic theory, are reported (see Figs. 2–5
in the Supplemental Material [12]). These circles, which
nicely match the experimental TC values, are the results of
a phonon lifetime parameter adjustment. Depending on the
theoretical model that is considered, impurity, normal, and
Umklapp scattering mechanisms are characterized by analytic
forms [10,11] which allow us to reproduce the bulk TC over a
broad temperature range. These parameters are inputs to MC
simulations; they are provided in Tables 1–3 in the Supple-
mental Material [12]. Once the calculations are done, these
parameters remain unchanged in MC-G-K calculations. For
Si (Fig. 6), the matching between experiments and simula-
tions is satisfactory for low and high TC values whichever
phonon lifetime model is chosen. For Ge (Fig. 7) the agree-
ment is globally satisfactory even if MC-G-K simulations tend
to underestimate large TC values. The latter correspond to
temperatures in the range of 50 to 80 K, where impurity and
disorder scattering are significant as well as normal scattering.
According to Morelli et al. [10], adjustment of lifetime param-

FIG. 6. Computed TCs vs their experimental counterparts for
Si [15]. Inset: k vs T .

eters in this temperature range can be complex. In addition, it
is well known that the Ge TC is very sensitive to the doping
level, which may also induce bias between experimental and
numerical values.

The last figures, Figs. 8 and 9, are related to GaN and C
in the diamond phase, respectively. As in the previous case,
GaN calculations are in good agreement with experiments
except at low T (50 and 60 K). The same comments ap-
ply to explain such little discrepancies. Furthermore, there
is a quite large dispersion of the bulk TCs experimentally
obtained in the literature for temperatures below 80 K [16].
More interestingly, in the case of diamond, the trends are a
bit different. First, low TC values somehow underestimate
the experimental ones, especially using the Holland model.

FIG. 7. Computed TCs vs their experimental counterparts for
Ge [15]. Inset: k vs T .
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FIG. 8. Computed TCs vs their experimental counterparts for
GaN [16]. Inset: k vs T .

This also occurs with the kinetic model used to perform the
parametrization of lifetimes. Such behavior can be explained
by the limit of the theoretical model to predict the thermal con-
ductivity in highly conductive material at high temperatures.
As shown in the Supplemental Material [12], both models
more or less failed to correctly predict the diamond TC for
temperatures higher than 500 K. In the latter case, adjustment
of the Umklapp lifetime in this weakly anharmonic material
is complicated, in particular, with the Holland model. On the
other hand, for high TCs (low-temperature case), the MC sim-
ulation tends to strongly overestimate the experimental values.
The origin of this error comes from the “infinite size” of the
simulated system and the large mean free paths of phonons
at these temperatures. Indeed, trajectory tracking shows that

FIG. 9. Computed TCs vs their experimental counterparts for C
diamond [17]. Inset: k vs T .

over the duration of the simulation (200 000 time steps of 5 ps,
i.e., 1 μm s) the energy carriers traveled several millimeters,
which is comparable to the size of the samples used for the
measurements [17]. Hence, to take into account a possible
scattering effect on the boundaries, the computational domain
was limited to 1 mm per side and the phonons reaching these
limits were diffusely reflected. Thus, an additional scatter-
ing mechanism has been added to the MC model and the
corresponding thermal conductivity values (light-blue stars in
Fig. 9) are more consistent with the experiments.

The ability of the MC-G-K model to take into account
physical boundaries induced by the system geometry opens
the way to new calculations of thermal transport properties
in nanostructures such as thin films, nanowires, and quantum
dots. In order to model these devices, careful attention must
be paid to the design of phonon reflection and scattering at
the boundaries. For example, setting diffuse reflection con-
ditions on the edge of the simulation box or on engineered
pores allows nanofilm, nanowires, and nanoporous samples
to be mimicked [6,18,19]. Other kinds of nanostructures like
devices with interfaces (superlattices, films with nanoinclu-
sions, etc.) could also be investigated with a suitable model
for phonon transmission or reflection across the interface. In
addition, we also note that the method can make use of the
full band model approach regarding the definition of phonon
dispersion properties and phonon lifetimes to eliminate semi-
analytic models. We have used DFT dispersions and lifetimes
in the classic MC solution of the BTE [8]. Implementation
of the latter is not straightforward and the simulation domain
should be subdivided into smaller cells in order to evaluate
local temperature fluctuations and heat flux variations. Such
considerations are currently under study and will be presented
in future works.

IV. CONCLUSIONS

To conclude, in this paper, we have presented an original
approach to combine the advantages of the Green-Kubo the-
ory for the calculation of transport properties with the Monte
Carlo method, particularly well adapted to the solution of the
Boltzmann transport equation. According to the considered
system, this new method can be more efficient than classic so-
lution of the BTE, especially when the phonon transport is far
from the ballistic regime (high T, large system). Another asset
of the method is its ability to work at a constant temperature
and to give, in a single calculation, the TC tensor. On the other
hand, the method is less efficient when ballistic transport dom-
inates, as heat fluxes remain correlated over long durations,
which implies the performance of longer computations. This
type of approach had never been proposed for semiconductor
materials. It is generalizable to other materials and could
be coupled to other models. We have already demonstrated
that the statistical tool lends itself well to the calculation of
the thermal conductivity of complex materials whose phonon
properties were derived from ab initio calculations. Finally,
the potential to control the nature of the boundaries of the
studied system and, in particular, to define a collision model
(specular, diffuse, etc.) opens vast possibilities for this method
in the field of nanostructured materials.
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