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Abstract 

Raman spectroscopy is used to investigate the - and -crystalline polymorphs of isotactic 

polypropylene. Raman spectra of the polymorphs show some minor differences, in particular the 

wavenumber shifting of certain scattering bands, which reflect the environment of an isolated 

macromolecular chain within the packing unit cell of the different crystal forms. For example, the 

shifting of the 842 cm
-1

 scattering band, which the most susceptible band to cause intermolecular 

interactions, is used to generate a structural map of one -spherulite among -spherulites with a 

well-defined resolution. Anisotropy of the crystalline phase orientation within a -spherulite is also 

investigated by performing polarized Raman spectroscopy measurements. Differences in the 

polarized spectra are then finely exploited to map the radial lamellae orientation distribution within 

one -spherulite. 
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1. Introduction 

Crystalline morphology of semi-crystalline polymers controls the ultimate properties of the 

material.
1
 Polymorphism is one of the most important aspects of it. Isotactic polypropylene (noted 

IPP) have three different crystalline polymorphs referred to as the -, -, - and one liquid crystal 

form named smectic phase.
2-4

 All have been identified by X-ray scattering. Crystallization of each 

depends strongly on the thermo-mechanical conditions of cooling.
5
 The predominant -form 

presents a monoclinic unit cell structure and is principally obtained under typical industrial 

conditions.
6,7

 The -form shows an hexagonal unit cell structure and its appearance is favored under 

conditions of shear stress and the use of nucleating agents.
3,8,9

 The - and smetic forms are 

identified as a triclinic and a pseudo-hexagonal unit cell structure respectively and have a minor 

occurrence.
10-12

 The individual chains in all the crystalline forms have a 31 helical conformation 

with three monomer units per helix.  

Vibrational analysis of semi-crystalline polymer, such as InfraRed (IR) or Raman 

spectroscopy, are particularly well-adapted for the characterization of the overall chain structure 

regularity because IR absorption and Raman scattering spectra are sensitive to intra-molecular 

interactions.
13

 For example, Snyder et al.
14

 shows that it is possible to distinguish unambiguously 

the three isomeric configurations of polypropylene with Raman spectroscopy. Minogianni et al.
15

 

and Gatos et al.
16

, which exploited the Raman sensibility to IPP 31 helical conformation, propose a 

spectral criterion of the crystallinity degree. On the contrary, it is often assumed that inter-molecular 

interactions between neighbouring polymer chains in the crystal lattice can be ignored since IR 

absorption and Raman scattering spectra are insensitive to the lateral order of the crystalline 

phase.
17

 Thus, a handful of works have compared the different crystalline polymorphs of IPP. 

Results collected by Beckett et al.
18

 and Goldstein et al.
19

 on far-IR experiments show absorption 

band splitting which is discussed in terms of inter-molecular vibrational coupling within the crystal 

unit cell. Chalmers et al.
20

 tend to review Raman band shifting noted for the -, -, - and smetic 



polymorphs of IPP in a large wavenumber range of about 40 – 3100 cm
-1

. In recent papers Ellis et 

al.
21,22

 have used the minor differences noted between the mid-IR spectra of the - and -IPP forms 

to generate maps of -spherulites. Images obtained have a poor resolution related to the low spatial 

resolution of IR micro-spectroscopy (10-15 µm).
23

 Same authors have performed high-resolution IR 

micro-spectroscopy experiments using synchrotron IR sources and show an enhancement of the 

image resolution.
24

 By contrast, it is easier to achieve a beam waist of better than 1 µm in Raman 

micro-spectroscopy by the use of visible laser sources and microscope objective lens.  

In this paper we identify differences between the Raman spectra of the - and - 

polymorphs of IPP and used them to construct structural maps of the crystalline morphology with 

high resolution. In a second part, we focus our attention to crystalline anisotropy in such structures. 

2 Experimental 

2.1 Material 

The used IPP was manufactured and processed by Atochem (ref.: 3050 MN1). The isotactic 

grade has a broad molecular weight distribution, as assessed by gel permeation chromatography, 

with M w = 75940 g/mol and M n = 262200 g/mol. Pellets of the polymer were subsequently 

processed by intrusion in a thick rectangular mould (300 x 200 x 15 mm). This technique consists in 

slowly extruding the melt at a temperature of 230 °C in the mould maintained at 30 °C feeding 

under the extruding pressure of 6 MPa during the cooling sequence (240 s). Thermo-mechanical 

conditions of the intrusion process lead to a predominant -spherulitic morphology but also favor 

-spherulites crystallization in the inner region of the plate as it is seen schematically in Fig. 1.  

To make sure of the presence of the -spherulites, external and internal regions are independently 

characterized by X-ray scattering experiments using the K radiation of copper ( = 0.1542 nm). 

Patterns are recorded at room temperature with a Philips Geiger counter X-ray diffractometer at 

1degree per minute over a 2 Bragg’s angle range of 10-40 degrees. X-ray patterns of the Fig. 2 

show that external regions are only composed of -spherulites since scattering bands located at  



2 = 14.12, 16.9, 18.52, 21.28, 21.80 and 21.86 degrees are attributed to the -(110), -(040),  

-(130), -(111), -(131) and -(041) crystallographic planes of the -monoclinic crystal lattice 

respectively.
8
 Apparition of the scattering band located at 2 = 16.2 degrees corresponding to the  

-(300) crystallographic plane of the -hexagonal crystal lattice indicates the presence of both  

- and -spherulites in the inner region.  

2.2 Polarized light microscopy 

Polarized light microscopy is used both to observe the polymorphic morphology of the 

intruded isotactic polypropylene material (shape, size and type of spherulites) and to isolate one 

particular -spherulite for its later Raman mapping. All micro-photographs are captured by a CCD 

camera surmounting an Olympus microscope (model AX 70). Last one works in light transmission 

configuration and is equipped of a set of two crossed polarizers allowing study of birefringent 

crystals such as spherulites of IPP.
25,26

 Samples observed consist in thin slices of about 30 µm 

cutted out from the intruded plates as the Fig. 1 shows it. A rotary microtome, developed by Leica 

(model JUNG RM 2055), is used for sectioning the plate. Slices are then carefully disposed 

between two cover glasses before their observation. 

2.2 Raman micro-spectroscopy 

All Raman scattering measurements are carried out on an Aramis


 micro-spectrometer 

developed by Horiba Jobin Yvon (Lille, France). A diode laser emitting a 785 nm exciting line is 

used and allows a substantial reduction in fluorescence. The system is equipped with a liquid 

nitrogen cooled, 2000 x 256 pixels CCD detector (Synapse, Horiba Jobin Yvon). All spectra are 

recorded in back-scattered geometry using a 1200 grooves.mm
-1

 as the diffraction grating and a 

spectral resolution of 0.6 cm
-1

 is achieved. Raman spectra were calibrated using the neon emission 

spectrum. The useful spectrum under consideration is ranging from 750 cm
-1

 to 1550 cm
-1

. Both the 

incident and scattered lights are collected through an Olympus confocal microscope (x 100 dry 

objective lens, total magnification x 1000, numerical aperture NA = 0.9 and hole aperture 80 µm). 



In this configuration, the lateral and the axial space resolution is about 0.8 µm and 1 µm 

respectively. When the laser beam is focus onto the sample, the illumination power is ranged 

between 15 and 20 mW. Rayleigh scattered light is blocked by using a holographic Notch filter.  

A set of two polarisers is also installed on the spectrometer and offers the possibility to polarize 

both the incident and the scattered radiation independently. All Spectra are recorded with the 

Labspec


 acquisition software developed by Horiba Jobin Yvon (Lille, France). A personal fitting 

least-square procedure based on a Lorentzian function adjustment is used to process spectral data 

and gives access to the useful position, full width at half maximum and integrated intensity of 

peaks.  

Mapping of the crystalline morphology is performed on a selected area of 185 µm x 180 µm 

using a point-by-point scanning mode with a step size of 1 µm. Acquisition time is about 1 s which 

correspond to a total measurement time around 10 hours for 33300 spectra individually collected.  

Two mapping are performed: 

- A first one is carried out without polarization of the incident and scattered radiation.  

- A second one is performed by maintaining constant polarization geometry, marked VV, 

where the polarization direction of the incident radiation is parallel to the polarization direction of 

the scattered radiation.  

3. Results and discussion 

3.1 Differentiation of - and -polymorphs 

Fig. 3 shows a polarised optical microphotograph of an area containing both - and  

-spherulites of IPP. The bright structure in the centre of the microphotograph corresponds to a  

-spherulite because hexagonal structure of iPP present a high and a negative birefringence.
25,26

 

This -spherulite is surrounded by many darker -spherulites which is related to the biaxial 

lamellae orientation within the monoclinic structure.
27

 Average diameters of the - and  

-spherulites are around 30 µm and 60 µm respectively. Fig. 4 shows Raman spectra consecutively 



recorded on a - and -spherulite in the range of 750 – 1500 cm
-1

. Spectra are very similar to each 

other and differences are subtle. Only very small wavenumber shifts in a number of Raman 

scattering bands can be observed. Intensity changes in the spectra are not taking into account in this 

paper. Band shifting is particularly illustrated in Fig. 5 for one Raman band located at 842 cm
-1

 and 

principally assigned to the rocking mode of the CH2 alkyl group.
13,14

 A shift of about 1 cm
-1

 is noted 

between the - and the -spherulite. The shift noted for all bands (Tab. 1) does not exceed 1 cm
-1

. 

This is not surprising because the 31 helical conformation of the iPP chains in each crystal remains 

identical leading to identical intra-molecular interaction energies. Spectra only differ in that helices 

have not the same lateral steric environment which influences the vibrational motions of the 

chemical bonds. All the bands which exhibit a shift are assigned in part with a specific Raman 

vibrational mode of the lateral alkyl groups (CH2, CH3) of the IPP monomer.
13,14

 Authors such as 

Beckett and al.
18

 and Goldstein and al.
19

,who used principally IR spectroscopy, confirm that the 

pendant methyl group CH3 is clearly the most susceptible to generate inter-molecular interaction. 

One can safely assume that the observed wavenumber shift of the Raman bands are due to the 

crystallographic changes between a -IPP monoclinic and a -IPP hexagonal unit cell rather than 

thermo-mechanical effects during the crystallization sequence. Eventual compressive (and / or 

extensional) residual stresses at the spherulite boundaries which could appear during the sequential 

growth are relaxed by the amorphous phase.
28

 This is comforted by Gatos et al.
16

 who show a 

higher amount of amorphous phase at the circumference of the -spherulites than in their centre.
 

On the basis of the results obtained, attention is focused on the shift of the 842 cm
-1

 band. 

This is followed over an area of 185 µm x 180 µm delimited by the black box, marked A, on the 

microphotograph of the Fig. 3. Experimental conditions of the mapping are previously described in 

the experimental part of the study. Fig. 6 presents the two-dimensional evolution of the 842 cm
-1

 

band shifting over the considered area. As expected this evolution generates an image representative 

of the crystalline morphology of two polymorphs of IPP. It is noted that the correlation between the 

polarised optical micrograph and the Raman structural map is good because shape and size of the  



-spherulite are respected. Contour of the -spherulite is well-marked showing its characteristic 

concave edges. Similar correlations can be made with other bands which exhibit a band shifting as 

noted in Tab. 1. 

3.2 Morphological anisotropy within a -spherulite 

As the Fig. 7 shows it, many spectra are recorded at fixed distance and at variable angle  

from the nucleus of one -spherulite. Measurements are performed using polarization of both the 

incident and the scattered radiation. The polarization direction of the incident radiation is parallel to 

the polarization direction of the scattered one (configuration marked VV). Fig. 8 shows the Raman 

spectra recorded at two extreme angular positions  = 0 and 90 degrees in the range of 960 – 1010 

cm
-1

. Intensity of the bands located at 973 cm
-1

 and 998 cm
-1

 is modified as a function of the 

angular position. The first band is assigned principally to the C-C asymmetric stretching mode of 

the skeletal backbones while the second is referred to the rocking mode of the CH3 lateral alkyl 

groups.
13,14

 For  = 0 degree, it is seen that band at 973 cm
-1

 is dominant while band at 998 cm
-1

 is 

weak. For  = 90 degrees, the band at 973 cm
-1

 has a minor intensity with respect to the band at  

998 cm
-1

. Observations have to be related to the crystalline lamellae orientation within a  

-spherulite.
25,26,33,34

 As the schematic diagram of the Fig. 9 shows it, c-axis of the lamellae at  

 = 0 degree (equatorial region) is parallel to the direction of polarization VV. In this case, Raman 

scattering is excited principally from the C-C skeletal backbones explaining the high value of the 

973 cm
-1

 band intensity.
29-32

 Simultaneously, Raman scattering produced from the CH3 lateral alkyl 

groups is less activated which explains the low value of the 998 cm
-1

 band intensity. This tendency 

is completely inversed when the c-axis of the lamellae at  = 90 degrees (polar region) is 

perpendicular to the direction of polarization. It appears that the ratio I(973) / I(998) of these two 

bands intensity can be used as a Raman criterion of the lamellae orientation of IPP. Fig. 10 presents 

this ratio evolution I(973) / I(998) in function of the angular position in the -spherulite considered 

(Fig 7) and a periodic variation is observed confirming the radial orientation distribution of lamellae 



within a -IPP spherulite. Maxima correspond to lamellae in equatorial region of the -spherulite 

while minima are attributed to lamellae in polar region of it (Fig. 9).  

Fig. 11 presents the mapping of a -spherulite by following the evolution of the ratio  

I(973) / I(998) (black box marked B in Fig. 7). Equatorial, diagonal and polar region are  

well-delimited. This structural image remind the well-known Maltese-cross extinction obtained on a 

-spherulite using polarized optical microscopy.
25,26,33-35 

4. Conclusions 

The measurements performed in this study demonstrate that Raman spectroscopy allows 

differentiating the - and -crystalline polymorphs of IPP. Explanation of the subtle differences 

noted between the Raman spectra of - and -forms has to be related to the inter-molecular 

interactions which are different in each crystal lattice. Spectral differences can be exploited to 

generate a well-resolved image of the crystalline polymorphs. Moreover, Raman spectroscopy in 

one polarized configuration is applied to develop a spectral criterion of the lamellae orientation in 

IPP. This criterion is then used to image the crystalline orientation anisotropy within a -spherulite 

and confirms experimentally the radial distribution of lamellae. 

Contrary to other techniques as infra-red spectroscopy and X-ray scattering, acquisition 

times are reduced and spatial resolution (1 µm) is considerably enhanced.  
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Table 1: Observed Raman frequencies (cm
-1

) for  and  polymorphic forms of IPP 

Polymorph frequency (cm
-1

) 

-IPP 809 835 842 900 940 974 998 1037 

-IPP 810 834 843 901 940,5 974,5 998,5 1037 

         
-IPP 1043 1103 1152 1168 1220 1255 1296 1306 

-IPP 1043 1103 1152,5 1169 1220 1256 1296 1306 

         
-IPP 1331 1360 1375 1437 1459 

   -IPP 1332 1360 1377 1437 1459 
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