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Indium-filled skutterudite In x Co 4 Sb 12 with high filling fraction x (above the solubility limit) was synthesized using HPHT synthesis method. Obtained samples were characterized by means of XRD with Rietveld structural refinement and XPS methods, confirming the introduction of indium filler into structural voids in much higher concentration than solubility limit in ambient conditions. The electrical and thermal properties measurements carried out for temperature range of 4-300 K showed increased carrier concentration and simultaneously decreased Seebeck coefficient and thermal conductivity. Additionally, DFT calculations for In x Co 4 Sb 12 (x = 0, 0.125, 0.25, …, 1) were carried out employing PBE and modified Becke-Johnson (mBJ) exchange-correlation potentials. Analysis of calculated band structures indicated that increase of In content in CoSb 3 voids results in significant decrease of band gap size due to down-energy shift of conduction band at H point of first Brillouin zone. Net charges of topological atoms calculated within QTAiM model were found to be consistent with tendencies observed in XPS measurements.

The obtained results show that using HPHT synthesis method allowed obtaining materials with filler element concentration being much higher than solubility limit in ambient conditions and therefore modifying the structure of skutterudite materials (and thus its thermoelectric properties) to a larger extent.

Introduction

Skutterudites are one of the best mid-temperature range thermoelectric materials for thermoelectric applications in power generation. Optimization of their thermoelectric performances was possible due to their remarkable ability to accommodate various dopants in either the structural voids or in substitution on the framework elements. Among them, indium as a filling element is one of the best dopant to achieve n-type CoSb 3 thermoelectric material yielding high thermopower , low electrical resistivity  and low thermal conductivity . As a result, ZT =  2 T/ values as high as 1.5 can be reached around 800 K [START_REF] Khovaylo | Rapid preparation of In x Co 4 Sb 12 with a record-breaking ZT = 1.5: the role of the In overfilling fraction limit and Sb overstoichiometry[END_REF].

Crystal structure of skutterudites can be described in many ways. Taking CoSb 6 octahedra as the basic group/element of the structure it can be described as a distorted ReO 3 structure composed of corner sharing CoSb 6 groups, where four of the neighboring octahedrons are distorted and tilted to form Sb 4 rings. However, contrary to ReO 3 chemical bonding in skutterudite cannot be defined only through CoSb 6 octahedra, but Sb-Sb bonds inside the Sb 4 ring are crucial for structural stability and for transport properties. Rapprochement of the Sb corners of the octahedrons creates dodecahedral voids a very important feature of this structure, where guest atoms can be placed.

Both undoped as well as variety of partially or fully filled CoSb 3 were analyzed theoretically within DFT calculations in a last decade. Hammerschmidt et al. [START_REF] Hammerschmidt | Electronic structure and the ground-state properties of cobalt antimonide skutterudites: Revisited with different theoretical methods[END_REF] examined pure CoSb 3 using a set of popular DFT exchangecorrelations potentials. Results obtained employing PBE-GGA potential indicated reasonable agreement with the experiment when comparing bulk moduli and cohesive energies. In the same work, as well as in many other papers [START_REF] Jung | Importance of the X 4 Ring Orbitals for the Semiconducting, Metallic, or Superconducting Properties of Skutterudites MX 3 and RM 4 X 12[END_REF][START_REF] Sofo | Electronic structure of CoSb 3 : A narrow-band-gap semiconductor[END_REF][START_REF] Koleżyński | Towards band gap engineering in skutterudites: The role of X 4 rings geometry in CoSb 3 -RhSb 3 system[END_REF] authors indicate substantial sensitivity of results of electronic structure calculations due to subtle changes in skutterudite structure (mainly related to positional parameters of Sb atoms). The problem of skutterudite band gap estimation was also examined by Khan et al. [START_REF] Khan | Electronic band structures of binary skutterudites[END_REF], who indicated modified Becke-Johnson potential [START_REF] Tran | Accurate Band Gaps of Semiconductors and Insulators with a Semilocal Exchange-Correlation Potential[END_REF] as an efficient potential for electronic structure calculations in skutterudites, especially when implemented in a non-regular form.

On the other hand, wide range of experimentally estimated band gap size of CoSb 3 which is reported in the literature, leads to arbitrary nature of evaluation of suitability of applied theoretical methods.

Extensive analysis devoted to filled CoSb 3 was performed by Hammerschmidt et al. [START_REF] Hammerschmidt | Electronic structure and transport properties of filled CoSb 3 skutterudites by first principles[END_REF]. PBE calculations for Y x Co 4 Sb 12 (Y = Ga, In, Tl) indicated that materials with high filling fractions can exhibit better transport properties than skutterudites with low content of a filler. According to the authors, increase of filler content results in decrease of a band gap and thus increase of power factor.

It was proven that contrary to the primary attempts of electronic structure description Co gains negative charge and Sb gains positive charge. Theoretical results based on electronic band structure calculations are in this matter in very good agreement with experimental XRD results. XPS measurements were used in experimental study of a chemical state of atoms composing the skutterudite framework as well as for the guest atoms and shown their ionic character.

For the alkaline and alkaline earth metals as well as for lanthanides it was experimentally and theoretically proved that they create ionic bond with the host framework and the charge transfer is close to their oxidation states. For indium filled skutterudites Zhao et al. [START_REF] Zhao | Enhanced Thermoelectric Performance in Barium and Indium Double-Filled Skutterudite Bulk Materials via Orbital Hybridization Induced by Indium Filler[END_REF] suggested that indium in the CoSb 3 skutterudite structure becomes +1 cation. This is in agreement with our findings based on the experimental results and theoretical calculations [START_REF] Leszczynski | Electronic band structure, magnetic, transport and thermodynamic properties of In-filled skutterudites In x Co 4 Sb 12[END_REF]. Quite a few studies on high pressure high temperature HPHT synthesis of skutterudites were carried out so far. First attempts were devoted to introduction of filler elements into the voids for elements which at normal conditions do not form filled skutterudites (Mg [START_REF] Yang | Investigation of skutterudite MgyCo 4 Sb 12 : High pressure synthesis and thermoelectric properties[END_REF]) or in order to increase the void filling fraction (Mm(Mm-mischmetal) [START_REF] Sekine | High-Pressure Synthesis of Skutterudite-Type Thermoelectric Materials[END_REF], Ca [START_REF] Li | High pressure synthesized Ca-filled CoSb 3 skutterudites with enhanced thermoelectric properties[END_REF], Li&Ca [START_REF] Li | Thermoelectric properties of high pressure synthesized lithium and calcium double-filled CoSb 3[END_REF]). Increase of the filler element concentration, as was shown in several cases can improve thermoelectric properties at higher temperatures through decrease of the intrinsic carriers effects resulting in reduction of Seebeck coefficient. Also, numerous investigations on synthesis of CoSb 3 using HPHT method, where substitution on the skutterudite framework was employed to modify material properties, were published. These were studies on dopants such as: Te [START_REF] Zhang | High pressure synthesis of Te-doped CoSb 3 with enhanced thermoelectric performance[END_REF] Se, Se/Te [START_REF] Dong | Structure and thermoelectric properties of Se-and Se/Te-doped CoSb 3 skutterudites synthesized by high-pressure technique[END_REF], Sn [START_REF] Sun | Effect of HPHT processing on the structure and thermoelectric properties of Co 4 Sb 12 co-doped with Te and Sn[END_REF] and Fe [START_REF] Dong | HPHT synthesis and thermoelectric properties of CoSb 3 and Fe 0[END_REF], In and Ge substituted CoSb 3 [START_REF] Deng | The thermoelectric properties of In 0.5 Co 4 Sb 12-x Ge x alloys prepared by HPHT[END_REF]. Many of these research used HPHT conditions in order to shorten the synthesis time rather than to form new compounds with skutterudite structure. The main issue in the case of the new high pressure phases is their metastability. It was shown for Sr x BaCo 4 Sb 12 synthesized using high pressure torsion HPT method that annealing at moderately high temperature (673K) or even thermoelectric properties characterization in a temperature range usually used for this type of materials causes withdrawal of structural and microstructural changes induced by high pressure. In some of the research after the HPHT synthesis additional thermal processes, which can decompose the obtained high pressure structure, were used. Thus, it is highly probable that the studied properties were corresponding to ambient pressure equilibrium phases or to some intermediate state. The HPHT synthesis of indium filled CoSb 3 was investigated by Deng and coworkers, however, the nominal filling fraction of voids was limited to x = 0.4 [START_REF] Deng | Effects of indium-filling and synthesis pressure on the thermoelectric properties of CoSb 3[END_REF] a value close to a filling fraction limit under ambient pressure. They have studied the properties only at and above the room temperature for samples prepared at different pressure, finding that the one obtained at the lowest pressure possessed best thermoelectric properties.

In this paper, we present results of our attempts to synthesize material completely filled with In using HPHT conditions, in order to examine the In filling fraction limit under high pressure and influence of indium content on the thermal conductivity. Another goal of this study was to examine the indium chemical state in the skutterudite structure using XPS method, what should be facilitated by increased In concentration, and to compare the electronic transport properties from 4K up to 350K with a sample obtained at ambient pressure having nominal composition In 0.4 Co 4 Sb 12 . The experimental study is supported by DFT band structure calculations and analysis of electronic charge density topology as well as by comparison of transport properties calculated using BoltzTraP software compared with the experimental results.

Experimental details

Synthesis

The InCo 4 Sb 12 material was prepared by direct reaction of a stoichiometric mixture of pure elements. Preparation of In filled cobalt triantimonide samples at ambient pressure has been reported in our previous work [START_REF] Leszczynski | Electronic band structure, magnetic, transport and thermodynamic properties of In-filled skutterudites In x Co 4 Sb 12[END_REF]. The first synthesis steps of the material obtained at HPHT conditions were similar to those used for the samples obtained at ambient pressure. Stoichiometric mixture of pure elemental In (shots 99.999%), Co (powder 99.95%) and Sb (ingot 99.99%) was enclosed in evacuated quartz tube, heated at 970C for 3h, cooled down and kept at 700C for 12 h.

After that, the obtained ingot was ground into powder in an agate mortar and placed in combined graphitepyrophilite die in a high pressure Bridgeman type press. Synthesis lasted 3 minutes at 700C at 7.5GPa. The result was fractured sample having a diameter of 15 mm and a height of 4 mm. Specimens for further measurements were cut using a diamond disc saw.

Measurements

The XRD measurements were performed on pulverized sample after HPHT synthesis using Cu K1 wavelength (Empyrean diffractometer, Ge(111) monochromator). Transport property measurements were carried out on a barshaped sample 2x2x10 mm. Electrical resistivity, Seebeck coefficient and thermal conductivity were simultaneously measured between 2 and 350 K using the thermal transport option (TTO) of a physical property measurement system (PPMS, Quantum Design). Hall effect measurements were performed by a five-contact method. For more details we refer to the previous paper [START_REF] Leszczynski | Electronic band structure, magnetic, transport and thermodynamic properties of In-filled skutterudites In x Co 4 Sb 12[END_REF]. Photoelectron spectroscopy XPS was used for chemical analysis of the bulk sample surface. XPS measurements were carried out using VSW (Vacuum Systems Workshop Ltd. England) apparatus. Xray source was an Al anode lamp rated at 210W, using K line 1486.6 eV with angle of incidence 15. Photoelectron energy was analyzed using hemispherical analyzer with 150 mm radius working in fixed analyzer transmission mode, equipped in 18-channel two-plate Galileo detector working at 1.8 kV. The electron energies were calibrated using C-C and C-H bonds energy of 284.6 eV as a reference.

Computational details

The electronic structure calculations for In x Co 4 Sb 12 structures (x = 0, 0.125, …, 1) have been carried out by means of WIEN2k FP-LAPW package within Density Functional Theory formalism [START_REF] Blaha | WIEN2k, An Augmented Plane Wave + Local Orbitals Program for Calculating Crystal Properties[END_REF][START_REF] Parr | Density-Functional Theory of Atoms and Molecules[END_REF][START_REF] Wimmer | Full-potential self-consistent linearized-augmented-planewave method for calculating the electronic structure of molecules and surfaces: O 2 molecule[END_REF][START_REF] Singh | Pseudopotentials and the LAPW Method[END_REF]. The following parameters have been chosen for calculation: 400 k-points (7x7x7 mesh within the irreducible Brillouin zone) for simple crystal cells and 50 k-points (3x3x3 mesh) for 2x2x2 supercells, cut-off parameter Rk max = 7.5, GGA-PBE exchange-correlation potential [START_REF] Perdew | Generalized Gradient Approximation Made Simple[END_REF], the values of muffin-tin radii (R i ) [a.u.]: Co -2.27, Sb -2.27, In -2.27 and the convergence criteria for SCF calculations set to ΔE SCF ≤ 10 -5 Ry for total energy and Δρ SCF ≤ 10 -5 e for electron density topology analysis. For all structures full optimization of crystal cell volume and atomic positions was performed and band structures were calculated for selected path consisted of a high symmetry points in reciprocal lattice for respective unit cells as defined on Bilbao Crystallographic Server http://www.crst.ehu.es [START_REF] Aroyo | Bilbao Crystallographic Server: I. Databases and crystallographic computing programs[END_REF]. Additional calculations of band structures employing modified Becke-Johnson (mBJ) potential [START_REF] Tran | Accurate Band Gaps of Semiconductors and Insulators with a Semilocal Exchange-Correlation Potential[END_REF] (known for giving improved band gaps for semiconductors) were carried out.

Results obtained from WIEN2k calculations with dense k-meshes (96000 k-points for simple unit cells and 12000 kpoints for supercells) were used to determine transport properties from Boltzmann theory of transport implemented in BoltzTraP [START_REF] Madsen | A code for calculating band-structure dependent quantities[END_REF] program. In order to provide reliable and comparable analysis BoltzTraP calculations were performed using densities of states obtained by applying mBJ potential.

Topological analysis of total electron density distribution in optimized structures was performed within Bader's Quantum Theory of Atoms in Molecules (QTAiM) [START_REF] Bader | Atoms in Molecules: A Quantum Theory[END_REF] using Critic2 program [START_REF] Otero-De-La-Roza | Critic2: A program for real-space analysis of quantum chemical interactions in solids[END_REF]. Simultaneously, reflections (e.g. ( 130)) are shifted toward lower angles corresponding to lattice parameter increase accompanied by extinction of the (110) and (200) reflections resulting from filling of the structural voids. In Fig. 2 results of the Rietveld refinement of the InCo 4 Sb 12 diffraction pattern are presented. Detailed analysis showed that after HP synthesis, beside the presence of InSb and CoSb 2 impurities a minute amounts of In can be also found. The experimental data can be quite well fitted with the theoretical model (Table 1; the limiting factor of a better fit is the specimen quality). Careful observation of skutterudite phase peaks shows that they can be composed of two highly overlapping peaks corresponding to two skutterudite phases with very similar lattice parameter. Surprisingly the Oftedal relationship 2(y+z)=1 is not as good fulfilled as in CoSb 3 but better than in In 0.4 Co 4 Sb 12 . For the calculated In occupation parameter In 0.78 Co 4 Sb 12 formula can be proposed. As for all of the cobalt triantimonide skutterudites it can be clearly seen that the void radius compared with the indium cation radius is substantially larger (r void =197.3 pm, r In + =104 pm, r In 3+ =81 pm). This feature allows significantly greater movement of the guest atoms as compared to that of the framework atoms. These vibrations can be measured as the mean square displacement of the atom which can be determined in XRD diffraction experiments as the atomic displacement parameter (ADP). The ADP of the In as it was determined in previous study for In x Co 4 Sb 12 is significantly larger compared to the host Sb and Co atoms confirming large freedom of movement of the filler element. The lattice constant at 300K for InCo 4 Sb 12 is a = 9.11497 Å. The increase of the lattice parameter (Fig. 3) is significantly higher than predicted from linear fit for lower In filling fractions, determined in our previous study using electron probe microanalysis (EPMA) [START_REF] Leszczynski | Electronic band structure, magnetic, transport and thermodynamic properties of In-filled skutterudites In x Co 4 Sb 12[END_REF]. This discrepancy can be a result of lattice expansion caused by introduction of other than In atoms into the voids e.g. Sb.

Results

XRD

However, the XPS results do not give any clear indication of chemical state of Sb corresponding to void filling by Sb, nevertheless it cannot be excluded.

On the other hand, the measured lattice parameter match fairly well a linear fit of experimental data of Visnow et al. [START_REF] Visnow | On the True Indium Content of In-Filled Skutterudites[END_REF] who estimated the In content based on Rietveld refinement of neutron diffraction results, thus the observed discrepancy can have origin in In content determination method. Moreover, in the work of Sekine et al. [START_REF] Sekine | High-Pressure Synthesis of Skutterudite-Type Thermoelectric Materials[END_REF] for a fully filled by mischmetal CoSb 3 (synthesized at 4.5 GPa) a lattice parameter slightly higher than 9.10 Å was observed, which corresponds well with our result of the lattice constant. Unfortunately, neither in the Sekine nor in the Yang, Li and Deng papers the presented powder XRD results shows 2θ range below 20, where the (110) and (200) reflection can be observed, which should diminish upon increasing filling fraction of the structural voids. The overall slope of the lattice parameter dependence on indium content is well reproduced in theoretical calculations.

While comparing the lattice parameter to Dong results on HPHT synthesized In 0.4 Co 4 Sb 12 (Fig. 3) one can see in their study a surprisingly strong dependence of the lattice constant on the synthesis pressure, not observed in other research i.e. Zhang HPHT CoSb 3-x Te x vs. Wojciechowski [START_REF] Wojciechowski | Thermoelectric properties and electronic structure of CoSb 3 doped with Se and Te[END_REF] CoSb 3-x Te x (for CoSb 2.5 Te 0.5 0.9048 Å HPHT vs. 9.0487(5) Å for non-HPHT) or in earlier mentioned Sekine (for Mm 0.2 Co 4 Sb 12 a  9.052 Å (HPHT) vs. 9.0565 Å [START_REF] Rogl | n-Type skutterudites (R,Ba,Yb) y Co 4 Sb 12[END_REF]). Moreover, an opposite effect on the lattice parameter was observed in a paper of Rogl et al. [START_REF] Rogl | Effect of HPT processing on the structure, thermoelectric and mechanical properties of Sr 0.07 Ba 0.07 Yb 0.07 Co 4 Sb 12[END_REF] where use of high pressure torsion HPT method resulted in increase of the lattice parameter of Sr 0.07 Ba 0.07 Yb 0.07 Co 4 Sb 12 from 9.057 to 9.082 Å, which could be ascribed to an enhanced dislocation density, additional grain boundaries and a smaller crystallite size which were observed for the HPT processed samples. 20 30 Lattice parameter a (Å)
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1.3 GPa
is relatively small suggesting that it is at +1 oxidation state with [Kr]4d 10 5s 2 electron configuration. This is in agreement with our previous band structure calculations using KKR method [START_REF] Leszczynski | Electronic band structure, magnetic, transport and thermodynamic properties of In-filled skutterudites In x Co 4 Sb 12[END_REF] and with the presented here QTAIM topological atom net charge. The same value of In oxidation state proposed Zhao et al. [START_REF] Zhao | Enhanced Thermoelectric Performance in Barium and Indium Double-Filled Skutterudite Bulk Materials via Orbital Hybridization Induced by Indium Filler[END_REF] based on a chemical shift of two Sb 3d 5/2 peaks and later [START_REF] Zhao | Multi-localization transport behaviour in bulk thermoelectric materials[END_REF] based on BS calculations and XANES results. For InCo 4 Sb 12

where the saturation of the skutterudite framework with electrons donated by the "guest" is higher, the effective charge transfer between In and the framework is decreased, reflected by reduced chemical shift of In 3d 5/2 peak. The In 3d 5/2 and 3d 3/2 energy levels are not split suggesting that indium occupies central position of the structural void.

This is in agreement with our previous x-ray and neutron diffraction results and with K-edge XANES study findings of Zhao et al. [START_REF] Zhao | Multi-localization transport behaviour in bulk thermoelectric materials[END_REF]. The remaining results of XPS measurements are summarized in Table 2. The Sb 3d 5/2 and 3d 3/2 peaks (Fig. S1 in Electronic Supplementary Materials ) are split into two main peaks which can be attributed to Sb-Sb and Co-Sb bonds with binding energy slightly lower compared to energy of pure Sb for the former and higher for the latter.

Also, for other recorded Sb peaks (Auger MNN, Fig. S2), splitting into two binding energies is observed with similar binding energy shift. The general picture of the Sb 3d level spectra for both skutterudite samples is similar, showing no extra peaks which could correspond to Sb atoms placed inside the icosahedral void. Shift of Sb 3d energy level corresponding to Co-Sb bond is towards higher energy which is equivalent to an increase of positive charge at Sb. Of course, other than the two main peaks can be fitted to the 3d 5/2 and 3d 5/2 photoelectron spectra and they can be assigned to various Sb bond types and/or Sb in different chemical state as it was done by Tang et al. [START_REF] Tang | Synthesis and thermoelectric properties of double-atom-filled skutterudite compounds Ca m Ce n Fe x Co 4-x Sb 12[END_REF] and Zhao et al. [START_REF] Zhao | Enhanced Thermoelectric Performance in Barium and Indium Double-Filled Skutterudite Bulk Materials via Orbital Hybridization Induced by Indium Filler[END_REF]. However, in our opinion, assignment of peaks obtained through the photoemission spectra decomposition should be done with great care and linked with complementary measurements, for otherwise it would be just speculation, therefore we do not discuss these results in a more detailed manner. For Co photoemission spectra 2p 1/2 and 2p 3/2 energy levels show two chemical states overlapped by Co 2p and Sb 3p energy loss peaks (Fig. S3). This result is different from Tang [START_REF] Tang | Synthesis and thermoelectric properties of double-atom-filled skutterudite compounds Ca m Ce n Fe x Co 4-x Sb 12[END_REF] and Zhao measurements who observed single or strongly overlapped peaks of Co 2p energy levels. Unfortunately, they did not performed fit of the Co 2p spectra and it is impossible to unambiguously judge their results. However, for the Co LMM Auger kinetic energy spectra (Fig. S4) we could fit it with two overlapping peaks looking similar to the results of Tang and Zhao. Contrary to the Zhao observations for lower In filling fraction of CoSb 3 , with the increasing amount of In the Co 2p peaks are moved toward lower energy which corresponds well with increasing negative charge collected at Co upon In doping.

Transport measurements

As it was shown in several papers before, insertion of In into the structural voids changes the p-type semiconducting CoSb 3 in n-type semiconductor. This is reflected in the negative sign of thermopower in the whole temperature range from 2 to 300 K (Fig. 5). 6). The resistivity increases with temperature up to about 150 K and then begins to decrease. Surprisingly, the electrical resistivity at the whole analyzed temperature range is greater than for the sample with the maximum filling fraction synthesized at atmospheric pressure. In the work of Deng [START_REF] Deng | Effects of indium-filling and synthesis pressure on the thermoelectric properties of CoSb 3[END_REF] it was reported that for the same initial sample composition the observed electrical resistivity increased slightly with the increase of the synthesis pressure despite increasing carrier concentration. low temperatures (Fig. 7) is rising to about 130 K achieving the maximum and then decreases. The mobility of carriers is very low and at 300 K is 4 cm 2 /V/s which is a value almost ten times lower than for In 0.4 Co 4 Sb 12 and close to the value of mobility in completely filled p-type skutterudites or in Ca partially filled CoSb 3 [START_REF] Puyet | Influence of Ni on the thermoelectric properties of the partially filled calcium skutterudites Ca y Co 4-x Ni x Sb 12[END_REF]. Temperature dependence of mobility has complex character: it falls to about 130 K to reach a growing trend, likewise, the atypical nature of a dependence of the Hall constant. Similar temperature dependence of the Hall constant was observed for NaFe 4 Sb 12 and KFe 4 Sb 12 [START_REF] Schnelle | Magnetic, thermal, and electronic properties of iron-antimony filled skutterudites[END_REF] where the anomalies i.e. rise of the R H were explained by ferromagnetic ordering.

Electrical resistivity dependence is similar below 120 K to fully filled iron antimony skutterudites but the resistivity decrease above 150 K is unusual. This is not the case of our material as for the other transport properties we observe different behavior than Schnelle et al. These effects can be a result of hole minority carriers generated by excitation of electrons through a narrow band gap. These features observed at Hall constant R H and mobility dependence corresponds to thermopower dependence where a small hump at about 150 K is present and for higher temperatures the increase of the Seebeck coefficient is still linear but less steep. Using approach and equations presented in [START_REF] Nieroda | Bismuth doped Mg2Si with improved homogeneity: Synthesis, characterization and optimization of thermoelectric properties[END_REF] carrier effective mass was calculated to be in the range of 1.99 and 5.81 m e between 2 and 300 K. Impact of the HPHT synthesis on electrical resistivity of polycrystalline materials is complex. On the one hand, high pressure conditions can reduce resistivity trough reduction of porosity and increase of material density, but on the other hand it can introduce several types of point, linear and planar defects and thus strains to material, resulting in increased resistivity. Increased electrical resistivity for HPT samples of Sr 0.07 Ba 0.07 Yb 0.07 Co 4 Sb 12 was reported by Rogl et al. [START_REF] Rogl | Effect of HPT processing on the structure, thermoelectric and mechanical properties of Sr 0.07 Ba 0.07 Yb 0.07 Co 4 Sb 12[END_REF]. A minute increase of resistivity was also shown by Deng [20] between samples prepared at high pressure ( [START_REF] Zhang | High pressure synthesis of Te-doped CoSb 3 with enhanced thermoelectric performance[END_REF] the resistivity is lower ρ (300K) = 7.6 μΩ•m compared to the same composition in paper of Wojciechowski et al. [START_REF] Wojciechowski | Thermoelectric properties and electronic structure of CoSb 3 doped with Se and Te[END_REF] where resistivity ρ (300K) = 7.7 μΩ•m but at slightly higher carrier concentration (n = 3.5•10 20 vs. 4.5•10 20 cm -3 ) and lower absolute Seebeck coefficient (S = -147 μV/K vs. -117 μV/K). In case of our study the observed resistivity increase is quite remarkable, similar to those reported by Sekine, suggesting strong impact of defects and stress generated by high pressure on the resistivity. [START_REF] Sekine | High-Pressure Synthesis of Skutterudite-Type Thermoelectric Materials[END_REF]. For whole temperature range the thermal conductivity of the InCo 4 Sb 12 sample is much lower compared to the In 0.4 Co 4 Sb 12 sample. Compared to results of Deng the thermal conductivity at 300 K is two times lower. In order to explain the origin of the increased phonon scattering a Callaway model of the lattice thermal conductivity was fitted to the experimental data (Fig. 8). It was possible to find good correlation of the fitted model to the experiment, however, very similar goodness of fit was obtained for parameters' sets where the scattering factor varied in a wide range, making them useless for drawing any conclusions on the dominant phonon scattering mechanism. Significantly reduced thermal conductivity of the InCo 4 Sb 12 sample

Thermal conductivity

shows that the phonon scattering processes, due to the higher In ions concentration as well as the higher disorder and/or perhaps strain, are much stronger compared to the In 0.4 Co 4 Sb 12 sample. From this point of view increased insertion of In ions by using high pressure have positive effect on thermoelectric properties. Likewise for electrical resistivity, the HPHT synthesis can have different impact on the thermal conductivity. In case of Deng's results

thermal conductivity is increased compared to non-HPHT samples [START_REF] Leszczynski | Electronic band structure, magnetic, transport and thermodynamic properties of In-filled skutterudites In x Co 4 Sb 12[END_REF]. However, in most cases HPHT process reduce the thermal conductivity like in case of Mm Rogl (HPT) [START_REF] Rogl | Effect of HPT processing on the structure, thermoelectric and mechanical properties of Sr 0.07 Ba 0.07 Yb 0.07 Co 4 Sb 12[END_REF] or Ca filled samples [START_REF] Li | High pressure synthesized Ca-filled CoSb 3 skutterudites with enhanced thermoelectric properties[END_REF][START_REF] Puyet | Influence of Ni impurities on the thermoelectric properties of Ca-partially filled skutterudites Ca x Co 4 Sb 12[END_REF] 

Electronic structure

Due to generally poor reproducibility of experimental band gap measurements in DFT calculations carried out using PBE potential, more accurate mBJ potential is applied often in calculations for thermoelectric materials [START_REF] Guo | Strain effects to optimize thermoelectric properties of doped Bi 2 O 2 Se via tranblaha modified Becke-Johnson density functional theory[END_REF][START_REF] Poopanya | Full potential calculation of electronics and thermoelectric properties of doped Mg 2 Si[END_REF][START_REF] Sun | Thermoelectric properties of n-type SrTiO 3[END_REF].

In Fig. 9 

Boltzmann transport properties

Calculations of transport properties of In x Co 4 Sb 12 with various x were carried out using BoltzTraP software in order to undoubtedly check, simultaneously via theoretical and experimental analysis, whether it is possible to significantly improve thermoelectric properties of In-filled cobalt triantimonide, when the amount of introduced indium is much higher than its solubility limit in CoSb 3 at ambient pressure conditions.

In the Fig. 11 

Topological properties

Topological analysis of total electron density at bond critical points (BCPs) allows one to define character of bonds present in a crystal structure. BCP is a point of minimum density along a line between two topological atoms, but maximum in both perpendicular directions, where , and it most accurately reflects the characteristics of the "space" of a chemical bond. The most important properties of BCPs in indium doped CoSb 3 structure are presented (for In 0.25 Co 4 Sb 12 as an example) in the Table 3.

Co-Sb bond exhibits the highest value of electron density at BCP and also quite high positive value of Laplacian , indicating significant ionic character of these bonds (as determines closed-shell character of interaction). In case of Sb-Sb bonds value of electron density is still high, depending on particular bond lengththe shorter bond length, the higher electron density at BCP. Value of for these bonds is close to zero: negative This change affects electron density at BCP and its decrease from 0.36 to 0.34 e/Å 3 is observed. In case of structures with high content of indium, the value of Laplacian of electron density at BCP of these bonds approaches zero. 

Conclusions

We have successfully synthesized material with skutterudite structure using HPHT conditions. The In filing fraction determined from XRD experiments (x = 0.78) is significantly higher than the ambient pressure filling fraction limit x = 0.26 [START_REF] Leszczynski | Electronic band structure, magnetic, transport and thermodynamic properties of In-filled skutterudites In x Co 4 Sb 12[END_REF]. Beside the dominant skutterudite phase we observed also small amounts of CoSb 2 , InSb and In. The and we link it with high pressure effects induced in the material. Increased In filling fraction yielded lower thermal conductivity as it was suggested from theory. However, keeping in mind thermoelectric performance of the material, the decrease of thermal conductivity cannot compensate for the decrease of the Seebeck coefficient and increase of resistivity. We believe that relaxation of these high pressure effects together with appropriate In filling (or other filler element) of the structural voids can improve thermoelectric properties of the n-type CoSb 3 in the temperature range where diffusion processes in this material, which can lead to decomposition, are practically inactive.

  However, Zhao et al. in their discussion concerning bonding in the skutterudite structure assumed Co at +3 oxidation state and Sb at -1 what is in contradiction with experimental and theoretical findings in the last years.

Fig. 1

 1 Fig. 1 shows XRD patterns in the low 2θ range for a pre-reacted InCo 4 Sb 12 , InCo 4 Sb 12 sample after high pressure synthesis and In 0.4 Co 4 Sb 12 sample for comparison. The pre-reacted sample consists mainly of skutterudite phase with InSb and CoSb 2 impurities being a result of exceeding of the In solubility limit in CoSb 3 . After HP treatment amount of the impurities decreases significantly indicating the incorporation of indium to skutterudite structure.

Fig. 1

 1 Fig. 1 XRD patterns of In 0.4 Co 4 Sb 12 and In 1 Co 4 Sb 12 before and after HPHT processing.

Fig. 2

 2 Fig. 2 XRD patterns of HPHT synthesized InCo 4 Sb 12 .

10

 10 

Fig. 4

 4 Fig. 4 XPS spectra of In 3d energy level in In 0.4 Co 4 Sb 12 , InCo 4 Sb 12 and reference materials In and InSb.

  To get deeper insight to electrical properties, Hall effect measurements were carried out, assuming single parabolic band model. Hall effect measurement results show that the obtained sample has a very high carrier concentration range of n = 1.1•10 21 cm -3 i.e. about 4 times greater than the In 0.4 Co 4 Sb 12 sample (actual indium content x = 0.26) which corresponds to nearly four times higher indium content. The predominant type of charge carriers are electrons. Hall carrier concentration at

Fig. 5 Fig. 6 Fig. 7 3 )Fig. 8

 56738 Fig. 5 Temperature dependence of the Seebeck coefficient for In x Co 4 Sb 12 . Solid lines present BoltzTraP fitting results described later in the text.

Fig. 9 Fig. 10

 910 Fig. 9 Band structures of undoped CoSb 3 (a) and filled with indium InCo 4 Sb 12 (b), calculated using modified Becke-Johnson potential. In (b) indium character projected on every band is indicated by line thickness.

Fig. 11

 11 Fig. 11 Seebeck coefficient (S) and power factor (S 2 σ) reduced by relaxation time (τ) for In x Co 4 Sb 12 with respect to chemical potential (μ) calculated at 300 K.

  for shorter bonds and positive for longer ones. Small values of Laplacian indicate a high homogeneity of electron density in the area nearby BCPs of Sb-Sb bonds (especially when value of electron density is high). Therefore, these are not typical of covalent bonds (which exhibit, in general, ); such configuration of properties of electron density is more of mixed covalent-metallic character of bonding. Much smaller value of electron density together with at BCP of In-Sb bond indicates that these bonds are very weak and exhibit a closed-shell character. This is a very advantageous feature from the point of view of the phonon glass-electron crystal (PGEC) model. Weak interaction of indium atoms with the rest of the structure results in an increased freedom of movements of these atoms, which may provide better scattering of phonons in the structure.Comparing the results of QTAiM analysis for structures with various content of indium, only very small changes in bond lengths and properties of total electron density can be observed. In the Fig.12, dependence of bond length (a), electron density (b) and its Laplacian (c) at BCP, respectively, for each bond type, on In content are presented.Shorter Sb-Sb bonds are the most susceptible to an increasing level of void filling by indium atoms, however, even in the case of these bonds, change in bond length between pristine CoSb 3 and fully filled InCo 4 Sb 12 is less than 1.5 %.

Fig. 12

 12 Fig. 12 Average properties of total electron density at BCPs in In x Co 4 Sb 12 : a) bond length [Å], b) electron density [e Å -3 ], c) Laplacian of electron density [e Å -5 ], in dependence of indium content. Dashed lines are added as a guide to eyes. Also, for each set of points calculated value of Pearson correlation coefficient r is given.

Fig. 13

 13 Fig. 13 Differential charge density projected on Sb 4 plane in In 0.75 Co 4 Sb 12 structure. Differential charge density was calculated as a difference between electron density distribution in In 0.75 Co 4 Sb 12 and a sum of separated In and CoSb 3 structures, without changing atomic positions: Δρ = ρ In0.75Co4Sb12 -( ρ Co4Sb12 + ρ In0.75 ).

Fig. 14

 14 Fig. 14 Net charges of topological atoms in In 0.125 Co 4 Sb 12 . Atoms colored in red have positive value of net charge and blue atoms have negative net charge value, according to the scale presented on the left. CoSb 6 octahedra in the immediate vicinity of In atoms have been highlighted.

  observed chemical shifts in the XPS study suggest that for the In guest atoms +1 oxidation state can be assigned, while for Co and Sb the most probable oxidation states are -1 and +3, respectively. DFT calculations of electronic structure of In x Co 4 Sb 12 using both PBE and mBJ potentials indicate change in band gap character from direct (Γ) to indirect (Γ-H) with increasing x what results in much higher effective mass of conducting electrons. Simultaneously, mBJ calculations show strong decrease of a band gap to 97 meV in InCo 4 Sb 12 . Such a small gap results in significant generation of minority carriers which can be responsible for the observed low temperature dependence of transport properties of InCo 4 Sb 12 (e.g. resistivity decrease above 150 K). QTAiM analysis of total electron density topology of structures with various indium amounts shows only small changes in properties of bonds, mainly related to lattice parameter changes. The In-Sb bonding is much weaker than any other bond, also presence of indium in neighborhood of Sb 4 rings affects only slightly electron density distribution around them (what results in their distention). This indicates that guest atoms have pronounced freedom of movement, leading to decrease of lattice thermal conductivity, what is clearly observed in experimental measurements. Calculated charges of topological atoms allow us to undoubtedly define role of cobalt as anion and indium as cation, while charge of Sb atoms is varying depending on their local surrounding. The greater amount of In introduced to CoSb 3 the smaller is charge of indium atoms, what explains well results of XPS measurements. HPHT synthesis route is effective method for increase of the In-filling fraction in CoSb 3 . Increased In content resulted in much higher carrier concentration in InCo 4 Sb 12 compared to In 0.4 Co 4 Sb 12 , and lower absolute value of the Seebeck coefficient. Unfortunately for the thermoelectric properties, high pressure synthesis caused strong reduction of the charge carrier mobility and led to huge resistivity increase which has no justification in the DFT calculations

  

  

Table 1

 1 Rietveld refinement of powder XRD for InCo 4 Sb 12 HPHT sample. shows photoemission spectra of In 3d 5/2 for InCo 4 Sb 12 , In 0.4 Co 4 Sb 12 , InSb and In samples. It can be observed

	observed							
	calculated						
	difference						
	Bragg positions			
	Intensity (a.u.)	3 1]	[4 4 4]	[5 4 3] [5 5 0] [7 1 0]	[6 4 0]	[5 5 2] [6 3 3] [7 2 1]	[6 4 2]	[3 7 0]
	2 (deg)							

skutterudite CoSb

Fig.

[START_REF] Jung | Importance of the X 4 Ring Orbitals for the Semiconducting, Metallic, or Superconducting Properties of Skutterudites MX 3 and RM 4 X 12[END_REF] 

Dependence of lattice parameter on In filling fraction x determined from XRD measurements (circles) (this work and

[START_REF] Leszczynski | Electronic band structure, magnetic, transport and thermodynamic properties of In-filled skutterudites In x Co 4 Sb 12[END_REF]

) and calculated in DFT calculations (triangles) for In x Co 4 Sb 12 . For comparison, experimental results of the lattice parameter of In x Co 4 Sb 12 presented by Visnow et al.

[START_REF] Visnow | On the True Indium Content of In-Filled Skutterudites[END_REF] 

for non-HPHT In x Co 4 Sb 12 (boxes) and by Deng et al.

[START_REF] Deng | Effects of indium-filling and synthesis pressure on the thermoelectric properties of CoSb 3[END_REF] 

for In 0.4 Co 4 Sb 12 obtained under different pressure by HPHT method (asterisks), are shown, as well as values of the lattice parameters for K-

[START_REF] Pei | Synthesis and thermoelectric properties of K y Co 4 Sb 12[END_REF]

, Sr-

[START_REF] Zhao | Synthesis and thermoelectric properties of Sr-filled skutterudite Sr y Co 4 Sb 12[END_REF]

, and Ba-

[START_REF] Chen | Anomalous barium filling fraction and n-type thermoelectric performance of Ba y Co 4 Sb 12[END_REF] 

filled CoSb 3 . In order to facilitate readability of the plot, linear dependences of the lattice parameter on the In filling fraction are drawn as dash and solid lines.

that In 3d 5/2 peak energy is shifted toward higher energy in the skutterudite structure compared to metallic In and InSb meaning that In is transferring their electrons to the CoSb 3 framework. However, the chemical shift for indium

Table 2

 2 XPS measurement results for selected energy levels.

	Sample

*Energy levels for pure Sb and Co are taken from NIST database.

  The absolute value of thermopower is lower for the InCo 4 Sb 12 HPHT sample than for the In 0.4 Co 4 Sb 12 sample and increases almost linearly with temperature, which is characteristic for highly doped semiconductors. Temperature dependence of electrical resistivity for InCo 4 Sb 12 at low temperatures is different from metallic like dependence of In 0.4 Co 4 Sb 12 (Fig.

  1.3 -2.3 GPa). More significant increase is visible when we compare their results for In x Co 4 Sb 12 samples (x = 0.1 and 0.3: ρ (300K)  80 μΩ•m) to samples prepared under non HPHT conditions (for x = 0.26: ρ (300K) = 8 μΩ•m [10]),

however, much lower carrier concentration is observed in Deng's samples what is corroborated by higher absolute values of Seebeck coefficient. Very similar difference between the resistance of the HPHT and non HPHT sample can be observed between Sekine

[START_REF] Sekine | High-Pressure Synthesis of Skutterudite-Type Thermoelectric Materials[END_REF] 

and Rogl

[START_REF] Rogl | n-Type skutterudites (R,Ba,Yb) y Co 4 Sb 12[END_REF] 

samples, where for HPHT Mm 0.4 Co 4 Sb 12 ρ (300K)  47 μΩ•m and for non HPHT Mm 0.35 Co 4 Sb 12 ρ (300K)  4 μΩ•m. Opposite impact of high pressure can be shown for example in Te doped CoSb 3 . For CoSb 2.7 Te 0.3 obtained in HPHT conditions

  Temperature dependence of the lattice contribution to the thermal conductivity of In 0.4 Co 4 Sb 12 and InCo 4 Sb 12 samples is presented in Fig. 8. Lattice thermal conductivity of In 0.4 Co 4 Sb 12 sample is typical for polycrystalline material, with a maximum at 50 K, however the maximum value is strongly suppressed compared to unfilled CoSb 3 . The lattice thermal conductivity of the InCo 4 Sb 12 sample is slightly different as the conductivity does not reach a maximum but increases with temperature up to temperature 80 K and then remains almost constant. This result is very similar to findings of Sekine et al. for Mm x Co 4 Sb 12

Table 3

 3 Properties of total electron density at BCPs in In 0.25 Co 4 Sb 12 : d -bond length [Å], ρ(r) -electron density [e Å -3 ], 2 ρ(r) -Laplacian of electron density [e Å -5 ], V(r) -potential energy density [a.u.], H e (r) -electronic energy density [a.u.]. Properties of Sb-Sb bonds have been distinguished between longer bonds (L) and shorter ones (S) in Sb 4 rings.

	Bond	d	ρ(r)	2 ρ(r)	V(r)	He(r)
	In-Sb	1,808	0,116	0,587	-0,031	-0,010
	Sb-Sb (L)	1,608	0,304	0,038	-0,360	-0,179
	Sb-Sb (S)	1,543	0,352	-0,061	-0,498	-0,245
	Co-Sb	1,345	0,408	1,101	-0,388	-0,182

InSb In
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Highlights



HPHT synthesis allows to obtain In x Co 4 Sb 12 with x as high as 0.78.  +1, -1 and +3 oxidation states are proposed for In, Co and Sb, respectively.  Band gap changes from direct (Γ) to indirect (Γ-H) with increasing In content.



DFT calculations show band gap energy decrease with increasing In content.



HPHT synthesis reduce charge carrier mobility and leads to resistivity increase.

*Highlights (for review)