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Accelerating ultrafast magnetization rever-
sal by non-local spin transfer

Quentin Remy 1, Julius Hohlfeld1, Maxime Vergès1, Yann Le Guen1,
Jon Gorchon 1, Grégory Malinowski1, Stéphane Mangin 1 & Michel Hehn 1

When exciting a magnetic material with a femtosecond laser pulse, the
amplitude of magnetization is no longer constant and can decrease within a
time scale comparable to the duration of the optical excitation. This ultrafast
demagnetization can even trigger an ultrafast, out of equilibrium, phase
transition to a paramagnetic state. The reciprocal effect, namely an ultrafast
remagnetization from the zero magnetization state, is a necessary ingredient
to achieve a complete ultrafast reversal. However, the speed of remagnetiza-
tion is limited by the universal critical slowing down which appears close to a
phase transition. Herewe demonstrate thatmagnetization can be reversed in a
few hundreds of femtoseconds by overcoming the critical slowing down
thanks to ultrafast spin cooling and spin heating mechanisms. We foresee that
these results outline the potential of ultrafast spintronics for future ultrafast
and energy efficient magnetic memory and storage devices. Furthermore, this
should motivate further theoretical works in the field of femtosecond mag-
netization reversal.

Ultrafast demagnetization1, the subpicosecond quenching ofmagnetic
order resulting from ultrafast heating of electrons via various external
stimuli2–5, is seen as an opportunity to push spintronics and magnetic
data storage devices toward the subpicosecond regime6. Because the
external ultrashort stimuli bring the system strongly out of
equilibrium7, the resulting magnetization dynamics is purely
longitudinal8,9 therefore circumventing limitations due to precessional
dynamics10. A fundamental limitation for magnetization switching,
however, is the critical slowing down (CSD) of magnetization dynam-
ics: when the amplitude of the magnetization reaches zero, the rate of
change of magnetization tends toward zero11–15. This CSD is a universal
feature that exists close to phase transitions16, a ferromagnetic/para-
magnetic transition in our case.

To explain CSD and how it can be avoided, we present a simple
mean-field two-level model of magnetism based on the widely accep-
ted picture, in the context of ultrafastmagnetism, that the spin angular
momentum contributing to magnetization is mostly localized on
atomic sites5,9,11–15,17–20. In this model, diagrammatically represented in
Fig. 1, each atomic spin in the system has a spin quantum number of 1/
2, and both levels are separated by an energy ΔE = 2mkBTC , due to the

mean field created by the other spins, where m=n# � n" is the nor-
malized magnetization (with an opposite sign compared to angular
momentum), n" #ð Þ is the density of spins on the spin-up (down) level
and TC is the Curie temperature. Independently of any external
environment, we define a spin temperature TS in a microcanonical
fashion, valid at all times and even when the spin system is out of
equilibrium (see Supplementary Notes). It depends on the normalized,
out-of-equilibrium, magnetization via:

TS =
mTC

tanh�1 mð Þ
, ð1Þ

consistent with the standard equilibrium result. Decreasing the mag-
netization implies populating the level of higher energy which
increases disorder and hence the spin temperature. Because of the
conservation of angular momentum (or energy), magnetization can
only change if the spin system is coupled to at least one external
system with temperature T . The spin system is out of equilibrium if
TS≠T . This leads to the general temperature model description of
ultrafast demagnetization1 except that here the spin system is not
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necessarily in equilibrium12,20–22. Magnetization dynamics20,21

dm=dt =2ðW"!#n" �W#!"n#Þ is characterized by an asymmetric
change in the transition rates W#!", from the spin-down level to the
spin-up level, and W"!#, from the spin-up level to the spin-down
level21,22:

W#!"
W"!#

= e�
ΔE
kBT : ð2Þ

Magnetization dynamics can then only be launched by changingT
and the spin system reaches equilibriumwhen the ratio of populations
in both levels is equal to the ratio of transition rates
n"=n# =W#!"=W"!#. According to Eq. (2), the equilibrium spin sys-
tem is described by a Boltzmann distribution at temperature TS =Tfor
T ≤TC .WhenTS approaches theCurie temperature, the populations of
each level become identical. Thus, magnetization can only change if
both transition rates are different. However, one sees that in this case
ΔE =0 and it follows thatW#!" =W"!# independently of the value of
T , consistently with the fact that at zero magnetization, both spin
levels are degenerate. This implies that the magnetization will remain
at zero even though the equilibrium value of the normalized magne-
tizationmeq corresponding to the lowest free energy value, and given
as a solution of meq = tanhðmeqTC=TÞ, is not zero. Cooling of the spin
system via transfer (actually dissipation) of angular momentum in the
external bath is thenprohibited even though the completelyquenched
state is unstable16. An external source of angular momentum is
required to break the rotation symmetry of the paramagnetic state and
lift the degeneracy of both spin levels. In more realistic situations,
magneticfluctuations,whichareneglected in themean-field approach,
will allow the system to retrieve some finite magnetization, but this
process ismuch slower thanultrafast demagnetization11. If there is now
a non-zero supply of angular momentum from the external bath, for
instance, due to spin-polarized electrons20,21, the principle of detailed

balance (Eq. (2)) becomes:

W#!"
W"!#

= e�
ΔE +ΔEext

kBT , ð3Þ

where ΔEext is the energy splitting induced by the external source of
angular momentum (later simply referred to as external source of
angular momentum). As long as ΔEext ≠0, the magnetization
dynamics is no longer frozen (actually even when ΔE +ΔEext = 0,
see Supplementary Notes) and CSD can be overcome. In this case,
magnetization dynamics and spin temperature, are not only affected
by T , but by ΔEext as well.

Hence, we define the notion of spin cooling and spin heating of
the magnetization as a decrease and respective increase in the spin
temperature TS due to an external source of angular momentum
ΔEext. This is to be compared with (normal) cooling and heating of
magnetization, i.e., the decrease and respective increase in the spin
temperature TS due to energy transfer via changes in the temperature
T of an external bath. Close to m=0, when ΔE is much smaller than
ΔEext:

W#!"
W"!#

≈ e�
ΔEext
kBT , ð4Þ

the sign of ΔEext dictates which transition rate dominates, and
spin cooling and spin heating can be used to drive magnetization
in either direction no matter what the external temperature is.
The external source of angular momentum therefore permits an
analogous of population inversion in the standard two-level
model while heating can at best make both populations equal, at
the Curie temperature. This is the reason why the speed of
magnetization dynamics in response to conventional heating or
cooling is always limited by CSD, whereas ultrafast spin cooling
and spin heating allow complete and ultrafast control of
magnetization dynamics around m=0.

Fig. 1 | Two-level model of ultrafast magnetization dynamics. A system with
magnetization m formed by localized spins can be represented by the population
of its different energy levels. Here the two levels can be populated by up (gray
arrows) and down (black arrows) spins (center of the figure). To different popula-
tions correspond different energy splittings ΔE = 2mkBTC in the mean-field
approach considered. For each magnetization and its corresponding possible
configurations, one can associate a spin temperature TS (see inset). Due to the
coupling of the (two-level) spin system with its external environment, there can be
an exchange of angular momentum which will either cool down the spin system
(remagnetization) or heat it up (demagnetization) depending on the polarizationof
the transferred angular momentum. If the coupling with the external environment
is strong enough and if the latter undergoes ultrafast changes, the resulting

magnetization dynamics may be ultrafast as well, i.e., in the absence of CSD. The
standard way to obtain ultrafast magnetization dynamics is to heat up the system
(energy transfer), leading to an ultrafast dissipation of angular momentum. It is not
possible to achieve a similarly fast remagnetization in general because cooling of
the system relies on heat dissipation via the sample substrate on a much longer
timescale, and CSDmay happen aroundm=0. Spin cooling and spin heating work
analogously but via angular momentum transfer. However, contrary to standard
cooling and heating, spin cooling and heating can be achieved interchangeably by
changing the sign of the external angular momentum. Because an external source
of angularmomentum (with constant sign) can lead tomagnetization reversal (and
not spin dissipation), spin heating becomes spin cooling when m crosses 0 (see
inset) and vice versa.
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Such spin cooling and spin heating of magnetization can be
observed when the external source of angular momentum is a mag-
netic field23, spin-polarized hot electrons24–26, the spin angular
momentum coming from one sublattice in ferrimagnets27–29 or a
Ruderman–Kittel–Kasuya–Yosida (RKKY) exchange coupling30,31. In
these cases, however, magnetization was either far from quenched or
CSD was still present (see the supporting information in ref. 28 for a
manifestation of CSD in ferrimagnets).

In this work, we directly investigate how magnetization reversal
can be accelerated, and, therefore, how CSD can be avoided, using
spin-polarized hot electrons as the external source of angular
momentum. We observe the magnetization dynamics of a ferromag-
netic [Co/Pt] multilayer subjected to a spin current, the latter being
generated by the ultrafast demagnetization of a GdFeCo alloy32. It has
been shown that this permits magnetization reversal of the ferro-
magnetic multilayer33–35 and is, therefore, the perfect playground to
study magnetization dynamics around m=0. We first show that mag-
netization reversal happens in around 400 fs, being the fastest mag-
netization reversal for a ferromagnet ever observed. Magnetization
then reaches its equilibrium value in only 2 ps, corresponding to a full
reversal considering the sample temperature at this instant. We
explain these accelerated dynamics by a combination of ultrafast spin
heating before reversal, allowing demagnetization with less heating of
the sample itself, and ultrafast spin cooling after reversal, preventing
CSD. Using the bipolarity of the external spin current32, we show that
magnetization can be reversed back only 650 fs after it was originally
reversed. Finally, we directly observe large spin cooling and spin
heating, changing the magnetization by up to 30% of its room tem-
perature value in the first few picoseconds of the dynamics, and show
how it prevents CSD. We substantiate these claims using a model that
explicitly computes the transition rates in Eq. (3) when ΔEext is
(minus) the spin accumulation Δμ of conduction electrons20, i.e., the
difference between the chemical potential for spin-up and spin-down
electrons. We show that we can qualitatively reproduce our ultrafast
reversal of magnetization as well as spin heating and spin cooling. We
conclude from our mean-field two-level model and simulations that
the speed of the dynamics is only restricted by the amount of angular
momentum supplied by the external bath.

Results
Subpicosecond magnetization reversal
To study the ultrafast magnetization dynamics of [Co/Pt] when it is
subjected to a spin current, we used a spin-valve structure based on
previously studied spin-valve model systems33–35 namely: Sapphire
(Substrate) / Ta(5) / Pt(4) / [Co(1)/Pt(1)]2 / Co(0.6) / Gd33Fe60,3Co6,7(5) /

Cu(10) / [Co(0.6)/Pt(1)]2 / Ta(5) where the numbers between par-
entheses represent layer thicknesses in nanometers. A schematic
overview of the sample is displayed in Supplementary Fig. 2, together
with its measured magnetic properties. The multilayer of interest,
whose magnetization is monitored, is the top (free) [Co(0.6)/Pt(1)]2.
We measured its magnetization dynamics using time-resolved com-
plex magneto-optical Kerr effect microscopy as detailed in “Methods”
and Supplementary notes. We use the other (pinned) magnetic [Co(1)/
Pt(1)]2 / Co(0.6) / Gd33Fe60,3Co6,7(5) multilayer as the spin current
source and its engineered properties are discussed in “Methods” and
Supplementary notes. As previously shown in ref. 32, this spin current,
and the spin accumulation it generates36, has a bipolar structure, as
shown in the inset of Fig. 2b and Supplementary Fig. 11a. A first peak
corresponds to a spin polarization dominated by angular momentum
coming from the FeComagnetic sublattice of GdFeCo, while the more
predominant second peak, of opposite sign, corresponds to a spin
polarization dominated by angular momentum coming from the Gd
sublattice. We call P a configuration where the magnetization of the
free [Co/Pt] multilayer is initially parallel to the magnetization of the
FeCo sublattice. The other configuration is called AP. We now only
focus on the top [Co(0.6)/Pt(1)]2 multilayer subjected to this external
source of angular momentum.

We first focus on the P configuration, whichwas previously shown
to lead to magnetization reversal of [Co/Pt] due to the second peak of
the spin current33–35. The experimental results, shown in Fig. 2b, exhibit
three steps: (1) a complete ultrafast demagnetization from0 to 400 fs;
(2) a fast recovery in the opposite direction to around 25%of the initial
amplitude from 400 fs to 2 ps; (3) a slow recovery after 2 ps (see
Supplementary Fig. 10d for longer time delays) as the sample cools
down. We explain this result via the mechanism sketched in Fig. 2a.
During step (1), magnetization is rapidly quenched due to ultrafast
heating. At first, the ultrafast demagnetization is slowed down for a
short periodof timedue toultrafast spin cooling of the first peakof the
spin current (gray arrows in Fig. 2a) but is then accelerated due to the
ultrafast spin heating of the more predominant second peak of the
spin current (black arrows in Fig. 2a). Because of this external sourceof
angular momentum, no CSD of magnetization dynamics happens and
themagnetization reverses at 400 fs, following the direction set by the
second peak of the spin current. Because the spin current is expected
to last for at least 1 ps, ultrafast spin cooling is expected to happen
during this second step of the dynamics. This explains the absence of a
plateau where magnetization stays at zero for around 2 ps in the case
of reversal due to RKKY coupling31. However, similarly to the case of a
reversal with RKKY coupling, magnetization then saturates at around
25% of its room temperature value. This is because the sample is still

Fig. 2 | Mechanism and temporal evolution of magnetization reversal of the
free [Co/Pt] layer in our collinear. a Schematic of the magnetization reversal
process. Solid arrows represent the ferromagnet (atomic) spins, while bullets with
arrows represent the injected spin accumulation. The red-shaded Gaussian curve
represents the 100 fs (800nm) pump laser pulse. b Experimental results of the
ultrafast magnetization reversal of the [Co/Pt] ferromagnetic multilayer (P

configuration) as obtained from our TR-MOKE microscopy measurements and
analysis. The magnetization dynamics is seen to happen in three steps: ultrafast
demagnetization with spin heating, nonequilibrium recovery of magnetization
with ultrafast spin cooling, and equilibrium recovery of magnetization. Error bars
are defined in the Supplementary Information. The inset shows the predicted spin
accumulation generated in the free [Co/Pt] multilayer by the GdFeCo alloy.
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hot a few picoseconds after laser irradiation. In step (3), the magneti-
zation barely changes, consistently with the fact that samples typically
need more than a nanosecond to go back to room temperature. Also,
note the typically relatively low Curie temperature of [Co/Pt]
multilayers37. We also observe a small influence of the external mag-
netic field used to reset magnetization on a longer timescale (see
Supplementary Fig. 10d), as already studied in detail previously23.
Because of the change of trend of the magnetization dynamics at 2 ps,
we hypothesize that the magnetization is at equilibrium (with the
electrons) starting at this time delay.

The out-of-equilibrium dynamics of the mean-field two-level
model introduced previously when it is exposed to spin-polarized
conduction electrons has been derived in ref. 20. We combine this
model with a two-temperature model and a spin accumulation gen-
erated by the ultrafast demagnetization of GdFeCo to simulate our
results, as detailed in “Methods” and Supplementary notes. Note that
here the spin accumulation generated by the ferromagneticmultilayer
itself is neglected. It is interesting to seewhat thismodel predictswhen
magnetization approaches zero. In the presence of a spin accumula-
tion, the dynamics is governed by the following equation:

dm
dt ∣m=0

=
�Δμ

2τkBTC
/ �Δμ ð5Þ

Where τ / 1=ðkBTC Þ is the characteristic time for the transfer of
spin angular momentum between itinerant and localized electrons.
This shows thatmagnetization regrows in a given direction depending
on the sign of the spin accumulation. The proportionality constant
essentially depends on how efficiently the angular momentum is
transferred from the external bath to the spin system20,38. In the
absence of a spin accumulation, one finds:

dm
dt ∣m=0

=
m2TC

3τTe
/ m2T2

C

Te

ð6Þ

Where Te is the temperature of the conduction electron bath. In
this case, one retrieves CSD, independently of the electronic tem-
perature, as previously explained, and magnetization always tends
toward zero.

The results of our simulations are shown in Fig. 3b (see also
Supplementary Fig. 11). They show that our model can qualitatively
reproduce the ultrafast magnetization reversal behavior as explained
in “Methods” and Supplementary Information. The two-step recovery

of magnetization observed in Fig. 2b is clearly reproduced (see also
Supplementary Fig. 11e), consistently with our claim that magnetiza-
tion is at equilibrium after 2 ps (see Supplementary Note). Noticeably,
ourmodel overestimates the amplitude of the reversedmagnetization
at a short timescale. This can be corrected by slightly changing the
Curie temperature in our model but will not change qualitatively the
observed behavior governed by Eqs. (5) and (12) (see “Methods”).

Following ref. 31, we define the reversal time of magnetization as
the duration it takes for the amplitude of magnetization to cross zero.
Magnetization, in our case, then reverses in around 400 fs. Another
definition is the duration required for magnetization to recover its
initial room temperature amplitude. Although the latter definition
seemsmore natural, it strongly depends on how the total system cools
down to room temperature and is mostly a heat dissipation optimi-
zation problem. A better indication of the speed of ultrafast magne-
tization reversal due to an ultrashort stimulus, also more relevant
for practical applications, is the time delay between two such stimuli
to reverse magnetization twice consecutively. For GdFeCo, this delay
has been measured to be 300ps39, 7 ps for GdCo40, and 10 ps
inMnRuGa41. We consider this magnetization reswitching or rewriting,
caused at high temperatures by a fast sign change of the spin
current that originates from heating by a single laser pulse, in the next
section.

Ultrafast magnetization rewriting
Figure 3a shows the experimental magnetization dynamics of the [Co/
Pt] ferromagnetic multilayer when it is initially prepared in one of the
two configurations (P and AP). At low fluence, the magnetization
dynamics in both configurations are similar and show the usual ultra-
fast demagnetization behavior42. It is worth noting that at a fluence of
3.03mJ/cm2 in the P configuration, close to the estimated static
threshold fluence for single pulse reversal, the magnetization barely
changes anymore once it reaches zero. This evidences an additional
cause of CSD not taken into account by ourmodel, whichwe believe is
due to complex magnetic textures11. In the AP configuration, we see
that at high fluence, themagnetization still seems to have the standard
ultrafast demagnetization dynamics behavior, except that it tran-
siently crosses 0 between 200 and 850 fs (see Supplementary Fig. 10b,
c). Note that as shown in Supplementary Fig. 10e and 10f, the pinned
layer (GdFeCo) is only demagnetizing and is barely influenced by the
spin current originating from the ultrafast demagnetization of the free
layer (Co/Pt), consistently with static measurement of threshold
fluences35 (see “Methods”).

b
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Fig. 3 | Experimental and simulated magnetization dynamics of the [Co/Pt]
multilayer. a Experimental normalizedmagnetization ultrafast dynamics when the
sample is initially prepared in a P (dashed lines) or AP (solid lines) configuration for

four different fluences as indicated. b Results obtained from the simulations where
mtot includes the normalized magnetization coming from both localized and
itinerant electrons in the s-d model.
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In order to understand the magnetization dynamics in the AP
configuration, the bipolarity of the external spin current is needed. If
the observed transient reversal was solely due to error bars (see Sup-
plementary Fig. 10c) and the magnetization was actually completely
quenched between 200 fs and 850 fs, we should observe CSD, which is
not the case. Rather, the magnetization recovers in the original
direction and follows exactly the same magnetization dynamics as in
the P configuration (highest fluence in Fig. 3a) for time delays greater
than 1 ps, where it is mostly driven by the system temperature. This
suggests that the first peak of the spin current causes the transient
reversal while the much stronger (delayed) second peak forces the
magnetization to recover. Magnetization dynamics around m=0
(whenΔE ≪ΔEext) can then be completelymanipulated by an external
source of angular momentum. The transient reversal in the AP con-
figuration is not reproduced by our simulations for our choice of
parameters but an impact of the bipolarity of the spin current can still
be observed, as is evidenced by the behavior of the magnetization
dynamics at high fluence shown in Supplementary Fig. 11d.

Ultrafast spin cooling and heating
To further study the role of the spin current, a Ta(5) / Pt(4) / Cu(10) /
[Co(0.6)/Pt(1)]2 / Ta(5) structure, referred to as the reference sample,
was studied where no external angular momentum is provided to the
ferromagnetic [Co/Pt] multilayer.We thus compare themagnetization
dynamics of the reference sample (where there is no spin injection),
with those of the ferromagnetic layer within the spin valve, for both AP
and P configurations, and therefore two opposite spin population

injections. For a low laser fluence of 2.26mJ/cm2, we retrieve almost
the same magnetization dynamics in the reference sample and in the
spin valve in an AP configuration, as shown in Fig. 4a. Only a slight
difference in the dynamics at very short delays is observed between
the samples, which we attribute to spin currents, similar to observa-
tions in ref. 24. At higher fluence, however, the magnetization ampli-
tude in both samples start to deviate significantly at long delays. The
bottom panel of Fig. 4a shows the evolution of the normalized dif-
ference between the magnetization dynamics of both samples (which
we attribute to the presence or absence of spin current) as a function
of pump-probe delay. At the highest fluence, a first negative peak to
around −10% is observed, followed by a jumpof around 30% in 2 ps (to
reach 20%). The difference saturates after 10 ps and can reach around
30%. This can be understood by the fact that CSD of magnetization is
avoided due to ultrafast spin heating (first jump) and ultrafast spin
cooling (second jump) (ΔEext ≠0). For longer time delays (ΔEext =0),
magnetization recovers much slower in the reference sample because
of CSD, while in the spin valve, ultrafast spin cooling avoids the CSD so
that the magnetization recovery can follow due to standard cooling.
The external magnetic field plays only a role on a longer timescale, as
seen in Supplementary Fig. 10d. Similarly, in Fig. 4b, themagnetization
dynamics of the reference sample is compared to the magnetization
dynamics of the spin valve starting from a P configuration. In this case,
we study lower fluences which do not allow the free layer to reverse its
magnetization. In this way, the second peak of the spin current is
always expected to cause spin heating of themagnetization. Indeed, as
shown in the top left corner of Fig. 1, spin heating becomes spin
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the AP configurationMAP

μ (solid line). The bottom panel shows the effect of the spin
current generated by the GdFeCo layer on the magnetization dynamics of the free
[Co/Pt], i.e., ð∣MAP

μ ∣� ∣Mref ∣Þ=M0. b The top panel compares the magnetization
dynamics in the reference sample Mref (dashed line) with the magnetization

dynamics of the free [Co/Pt] ferromagnetic multilayer in the spin-valve sample in
the P configuration MP
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current generated by the GdFeCo layer on the magnetization dynamics of the free
[Co/Pt], i.e., ð∣MP
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larger and of 1 ps. Zero time delay is here chosen to be the longest delay where
there is no observable signal.
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cooling whenmagnetization crosses zero. The laser power is the same
as in Fig. 4a but even at the smallest fluence of 1.04mJ/cm2, we can see
a clear difference between the magnetization dynamics with and
without the presence of the spin current. The normalized difference
between both kinds of magnetization dynamics is also plotted in
Fig. 4b and reveals the spin heating effect of the spin current on
magnetization at early times. The difference between magnetizations
at long delays are this time significantly higher, reaching −50% at the
maximumfluence, not causingmagnetization reversal of the free layer.
This large difference compared to Fig. 4a is reproduced by our model
(see Supplementary Fig. 11f).

Even if our model is able to qualitatively reproduce the measured
ultrafast reversal of the [Co/Pt] ferromagnetic layer, including the two
steps recovery of magnetization above the reversal threshold fluence,
a more quantitative description would require considering the spin
accumulation generated by [Co/Pt], the lifting of the mean-field
approximation11,17, going beyond the s-d model43, and a more accurate
description of the energy and angular moment transport in hetero-
structures in general20,36.

In conclusion, we experimentally observed that magnetization
reversal of a ferromagnetic layer is achievable in 400 fs using one
single femtosecond laser pulse. We demonstrate that this fast reversal
is happening thanks to an external source of spin angular momentum,
which allows to overcome the CSD observed near phase transitions.
This spin current has a bipolar profile evidenced by the observation of
magnetization reswitching in 650 fs. This accelerated magnetization
dynamics is explained in terms of ultrafast spin cooling and ultrafast
spin heating of magnetization, which can be directly observed by
comparison with magnetization not subjected to this spin current. We
believe that these results will encourage further work to enable more
practical energy-efficient ultrafast spintronic devices to be imagined,
such as the possibility of reversing themagnetization of a ferromagnet
due to the ultrashort spin current generated by another ferromagnet.

Methods
Sample growth
The samples with structures Sapphire / Ta(5) / Pt(4) / [Co(1)/Pt(1)]2 /
Co(0,6) / Gd33Fe60,3Co6,7(5) / Cu(10) / [Co(0,6)/Pt(1)]2 / Ta(5) and Glass
/ Cu(10) / [Co(0,6)/Pt(1)]2 / Ta(5) were grown using DC/RF magnetron
sputtering with a base pressure of around 10−7 Torr.

Static measurements
The first characterization of the samples is performed with static
measurements. Hysteresis loops have been measured with the TR-
MOKE microscopy setup, as shown in Supplementary Fig. 5, with the
pump blocked. In order to separate the behavior of both magnetic
layers in the spin-valve sample, we performed hysteresis loop mea-
surements of both the spin valve and the reference sample using
standard continuous wave MOKE as shown in Supplementary Fig. 1.
From these two measurements, we can deduce that the [Co/Pt] mul-
tilayer has the smallest coercive field (around 5.7mT) while the ferri-
magnetic layer (coupled to another [Co/Pt] multilayer) has a coercive
field of around 35mT.

The threshold fluences required to reverse a given magnetic
domain were obtained by fitting the magnetic domain size vs
pulse energy graph (Supplementary Fig. 4), assuming that the
laser beam has a Gaussian profile. More details about this stan-
dard procedure can be found, for instance, in ref. 35. In these
measurements, a 35 fs linearly polarized laser pulse (800 nm) is
irradiated on the top [Co(0.6)/Pt(1)]2 side of the sample while
static (not time-resolved) MOKE microscopy is performed on the
other side of the sample. We found a threshold fluence of
2.19 ± 0.05 mJ/cm2 for the magnetization reversal of the single
[Co/Pt] multilayer and a threshold fluence of 5.39 ± 0.11 mJ/cm2

for the magnetization reversal of the GdFeCo/[Co/Pt] multilayer.

The threshold fluences obtained from time-resolved measure-
ments are susceptible to deviate from these values as multiple
pulses are required for stromboscopique experiments. A typical
static measurement where the laser pulse fluence is higher than
both threshold fluences is shown in Supplementary Fig. 3. The fit
required to obtain threshold fluences is shown in Supplementary
Fig 4. The RGB color associated to a pixel with a given gray value
is given by the lookup table “phase” of the open-source software
ImageJ.

TR-MOKE microscopy
In contrast to previously investigated spin valves33–35, a (thicker) fer-
romagnetic [Co/Pt] multilayer is added at the bottom and exchange
coupled to the GdFeCo layer to pin it in a given direction. This is
verified by the typical major and minor hysteresis loops shown in
Supplementary Fig. 2b, revealing two independently switching layers
where thefilmwith the small (large) coercivity is the free (pinned) layer
(see Supplementary Fig. 1). The four distinct remanent states (named
P(AP) when the transitionmetalmagnetizations of the free and pinned
layers are parallel (anti-parallel) with a superscript + (-) when the free
layer magnetization points up (down)) can be observed at zero field.
Depth-sensitive time-resolvedmagneto-optical Kerr effectmicroscopy
is used to measure the magnetization dynamics in both P and AP
configurations as a function of the pump fluence. Measurements are
performed under a constant magnetic field H+ or H− to reinitialize the
magnetization of the top [Co(0.6)/Pt(1)]2 multilayer between each
pulse of the pump-probe measurement. The only purpose of the
additional [Co(1)/Pt(1)]2 / Co(0.6) multilayer (in brown in Supplemen-
tary Fig. 2a) is to increase the coercive field of the GdFeCo layer and
therefore simplify the reinitialization of the magnetization during our
dynamics measurements.

The TR-MOKE microscope that we used is summarized in Sup-
plementary Fig. 5 and follows the method of ref. 44. A chopper with
diffusing “Magic™ tape” (Scotch®) was used to destroy the coherence
of the probe laser beam and thus eliminate laser speckle and inter-
ference for the imaging. The laser pulses with an original full width at
half maximum (FWHM) duration of 100 fs and wavelength of 800nm
were generated by a Yb femtosecond fiber laser with regenerative
amplifier with a repetition rate set to 50kHz. An optical parametric
amplifier was used to change the wavelength of the probe beam. The
pump and probe wavelengths were 800 nm and 850 nm, respectively.
Both the pump and the probe pulses irradiate the top [Co(0.6)/Pt(1)]2
side of the sample, as shown in Supplementary Fig. 2. A combinationof
half-wave plate and polarizers was used to change the laser powers.
The probe laser power was set to ~40mW and the pump laser power
was varied depending on the experiment (60mW and 120mW for the
reference and spin-valve samples, respectively). At the sample posi-
tion, the polarization was p (s), the measured FWHM laser pulse
duration was 100 fs (216 fs), the angle of incidence was 25.6° (45.7°),
and the beam diameter was 266 µm (≈1 cm) for the pump (probe). The
pump beam is slightly elliptical, being around 8% larger along the
horizontal axis (266 µm) compared to the vertical axis (220 µm). A
quarter-wave plate (QWP) was used for the complex MOKE analysis
described in the Supplementary Methods and improving previous
methods30,31,45–47, and a filter was used to prevent the pump beam to
reach theCCDcamera. A constant externalmagneticfield of 16mTwas
always applied in all measurements. This value of the field was chosen
to be the minimum value such that no signal is observed at long time
delays.

Images are recorded for each pump-probe delay by a CCD camera
(EO-5023MMONOUSB CCD camera, exposure time 200ms, 5 frames/
s, accumulation of 40 images) and stored on a computer as tiff files.
Once an image is stored, the delay line is moved and the next two
accumulations provided by the camera are disregarded before the
third accumulation is stored. In this way, we ensure that the stored
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images reflect solely the conditions at the designated pump-probe
delay τ.

Modeling
The modeling is based on a two-temperature model (2TM) with heat
diffusion described by the following system of partial differential
equations:

γTe
∂Te

∂t
=

∂
∂z

κe
Te

Tp

∂Te

∂z

 !
� ge�p Te � Tp

� �
+a z, tð ÞS0z ð7Þ

Cp

∂Tp

∂t
= κp

∂2Tp

∂z2
+ ge�p Te � Tp

� � ð8Þ

Where Te is the temperature of the electronic reservoir, Tp is the
temperature of the phonon reservoir, the electronic heat capacity Ce

(per unit volume) is given by the γ parameter as usual viaCe = γTe,Cp is
the phonon heat capacity, κe is the equilibrium electronic heat con-
ductivity (the electronic heat conductivity that would be measured if
the electrons were at equilibrium with the phonons), κp is the phonon
heat conductivity, and ge�p is the electron-phonon coupling constant.

The term a z, tð ÞS0z describes the time- and depth-dependent light
absorption based on an extension48 of the transfer matrix method
(TMM)49, which takes into account chromatic dispersion and the real
time dependence of Poynting’s vector. The electric field E with polar-
ization axis e at any point of space r,zð Þ and time t is given by:

E r, z, tð Þ= E0 r, zð Þe
X
n

G ωn

� �
exp i knz � ωnt

� �� �
ð9Þ

Where r is the distance from the center axis of the laser beam, z is
the distance from the air/sample interface along the center axis of the
laser beam, E0 is the electric field amplitude at position ðr, zÞ given by
theGaussiannatureof thebeam50,G ωn

� �
gives theGaussian laser pulse

spectrum where in the modeling, one considers a finite set of fre-
quenciesωn indexed by n, kn is thewave vector ofmode n at position z
as given by the standard TMM. The standard deviation σω of the
Gaussian spectrum is chosen such that one obtains the desired laser
(intensity) pulse duration τl = 2

ffiffiffiffiffiffiffiffiffiffi
ln 2ð Þ

p
=σω. The electric field calculated

in this way is a periodic repetition of pulses. The density of modes,
separated by a frequency Δω, is chosen such that the length
2L=2πc=Δω between two laser pulses is 20 times the length of the
laser (electric field amplitude) pulse c2

ffiffiffiffiffiffiffiffiffiffiffiffiffiffi
2 ln 2ð Þ

p
=σω. Poynting’s vector

is obtained from S r, tð Þ=E×H which considers all possible fast oscil-
lations in the energy flow and is not averaged. The normalized
“absorption” is defined as:

a z,tð Þ= � ∂zSz
S0z

z, tð Þ ð10Þ

Where:

S0z =
2Fcos θ0

� �
ffiffiffiffiffiffi
2π

p
σI
t 1 + e�2 σI

tωcð Þ2� � ð11Þ

Is the total energy density flow at the air/sample interface with F
the laser fluence, θ0 the laser pulse angle of incidence at the air/sample
interface, σI

t = 1=ð
ffiffiffi
2

p
σωÞ and ωc =2πc=λc where λc is the central wave-

length of the laser pulse. The calculationof the absorption relies on the
fact that the propagating media are linear and the electric field at any
point in time and space can simply be obtained by the sum of plane
wave above. One needs the complex optical index of eachmedia for all
frequencies ωn. In the case where the optical indices are frequency

independent and for σI
tωc ≪ 1, one retrieves the standard TMM result.

The instant t =0 is defined when the center of the laser pulse reaches
the air/sample interface (z =0). The absorption is computed in thisway
for a time interval of four times the laser (electricfield amplitude) pulse
duration centered on t =0 and is set to zero otherwise.

The ultrafast magnetization dynamics is calculated from the the-
ory in ref. 20 in the special case of a spin ½ ferromagnet:

dm
dt

=
1
τ

m� Δμ
2kBTC

� �
1�m coth

2mkBTC � Δμ
2kBTe

� �	 

ð12Þ

Where τ is a characteristic time for the transfer of angular
momentum between the localized and the conduction electrons,m is
the magnetic moment of the localized electrons normalized by its
value at zero Kelvin, TC is the Curie temperature of the ferromagnetic,
and Δμ is the spin accumulation in the ferromagnet. The electronic
temperature is taken from the numerical solution of the 2TM. Because
the model for magnetization dynamics considers systems homo-
geneous in space, the electronic temperature used as an input in Eq.
(12) is the calculated electronic temperature of the middle of the fer-
romagnetic multilayer. The conduction electrons also contribute to
the total magnetic moment mtot =m� ρΔμ, where the form of ρ
depends on the details of the model20,38 and is taken here as a para-
meter. Because of the thin copper spacer, the spin accumulation
generated in GdFeCo is assumed to be instantaneously transferred to
the [Co/Pt] multilayer and is obtained from47:

Δμ=
τsVat
�DμB

dMGdFeCo

dt
ð13Þ

Where τs is a characteristic time, which must be smaller than the
characteristic demagnetization time of GdFeCo47, treated as a para-
meter, Vat is the average volume of an atomic cell,
�D=D"D#=ðD" +D#Þwith D"ð#Þ the density of state per unit atom for
electrons with up (down) spin andMGdFeCo is the magnetization, all
quantities referring to GdFeCo. Sommerfeld’s model is used to esti-
mate �D=Vat =3γGdFeCo= πkB

� �2. Amore detailed discussion about the
generation of spin currents and spin accumulations in nonmagnetic
metals in contactwith ferromagnets can be found in the work of ref. 36.
For our qualitativemodel, weneglect the spin accumulation generated
by the [Co/Pt] multilayer. The magnetization dynamics of each sub-
lattice of GdFeCo is obtained from the fit obtained in ref. 27 and
assumed to be the same for the alloy concentration used in this work.
The initial magnetization of each sublattice is adjusted such as to
match the equilibriummagnetization of GdFeCo at room temperature
(RT = 300K) taken from thework of ref. 51. The dynamics is taken to be
constant at negative time delay before being convolved with a Gaus-
sian function with full width at half maximum given by τl . The ampli-
tude of the demagnetization is assumed to scale linearly from 0 to
100% when the fluence is changed from 0 to 5.39mJ/cm² (the
experimental threshold fluence for GdFeCo switching). This linear
scaling assumption is incorrect, especially close to the threshold flu-
ence for GdFeCo switching, but it will not change our results qualita-
tively. The magnetization recovery characteristic times are given by
the reversal characteristic times of ref. 27 which is not a quantitatively
correct estimation for fluences close to the threshold fluence for
GdFeCo switching. This is however unimportant for the fluences
required to reverse themagnetization of the ferromagneticmultilayer.
P and AP configurations are modeled by considering two different
signs of the spin accumulation: the spin accumulation Δμ as plotted in
Supplementary Fig. 11a is used as an input in Eq. (12) for simulations in
theAP configurationswhile the opposite�Δμ is used for simulations in
the P configuration. The apparent sign discrepancy comes from the
fact that the normalized magnetization m is related to spin angular
momentum via m= � Sz

� �
=S where S= 1=2 in our case and Sz

� �
is the
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average of the longitudinal spin angular momentum operator. See
Supplementary Methods for more details.

Data availability
Data shown in this work are available from the corresponding author
upon request.

Code availability
Code used in this work for image analysis and modeling is available
from the corresponding author upon request.
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