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Laves phases, as the most common intermetallic phases, exist in many alloys and have a great impact on their mechanical properties due to their high strength and good creep resistance compared to the matrix phases [START_REF] Sinha | Topologically close-packed structures of transition metal alloys[END_REF][START_REF] Paufler | Early work on Laves phases in East Germany[END_REF][START_REF] Stein | Laves phases: a review of their functional and structural applications and an improved fundamental understanding of stability and properties[END_REF]. Although Laves phase alloys often exhibit excellent mechanical properties at high temperatures, their notorious brittleness at room temperature limits their structural applications [START_REF] Stein | Laves phases: a review of their functional and structural applications and an improved fundamental understanding of stability and properties[END_REF][START_REF] Livingston | Laves-phase superalloys?[END_REF][START_REF] Pollock | Weight loss with magnesium alloys[END_REF]. Understanding the underlying deformation mechanisms of Laves phases is thus crucial for tailoring the material properties of the composites.

Synchro-shear is the dominant mechanism for dislocation-mediated plasticity on the basal or {111} plane in Laves phases, which was confirmed by experimental observations of synchro-shear-induced stacking faults and synchro-Shockley dislocation cores in C14 HfCr 2 [START_REF] Chisholm | Dislocations in complex materials[END_REF]. Moreover, as demonstrated by ab initio calculations [START_REF] Vedmedenko | First-principles density functional theory study of phase transformations in NbCr2 and TaCr2[END_REF][START_REF] Luo | Tailoring the plasticity of topologically closepacked phases via the crystals' fundamental building blocks[END_REF] and atomistic simulations [START_REF] Guénolé | Basal slip in Laves phases: the synchroshear dislocation[END_REF], synchroshear slip is the energetically favorable mechanism compared to another competitive crystallographic slip between kagomé and triple layers for basal or {111} planes in Laves phases.

As a typical zonal dislocation [START_REF] Kronberg | Plastic deformation of single crystals of sapphire: basal slip and twinning[END_REF][START_REF] Anderson | Theory of dislocations[END_REF], the synchro-Shockley dislocation consists of two coupled Shockley partial dislocations on the adjacent planes of a triplelayer [START_REF] Hazzledine | Synchroshear of Laves phases[END_REF]. The motion of the synchro-Shockley dislocation requires the cooperative motion of these two coupled Shockley partial dislocations. Recently, the authors reported the mechanisms of motion of synchro-Shockley dislocations in C14 CaMg 2 and C15 CaAl 2 using atomistic simulations [START_REF] Xie | Unveiling the mechanisms of motion of synchro-shockley dislocations in Laves phases[END_REF]. Two 30 • synchro-Shockley dislocations, partial I and II, with symmetric Burgers vectors along dislocation lines but different core structures and energies, were identified. The nudged-elastic band (NEB) calculations illustrated that the motion of partial I and II dislocations are composed of nucleation and propagation of kink-pairs and short-range atomic shuffling processes, respectively.

Laves phases tend to be ductile only at elevated temperatures, where the thermal fluctuation is significant for activating synchro-Shockley dislocation motion [START_REF] Livingston | Laves-phase superalloys?[END_REF][START_REF] Yoshida | TEM observation for deformation microstructures of two C15 NbCr2 intermetallic compounds[END_REF][START_REF] Kazantzis | The mechanical properties and the deformation microstructures of the C15 Laves phase Cr2Nb at high temperatures[END_REF]. In strain-rate jump compression tests on bulk C15 NbCr 2 at high temperatures, when the strain rate changes, variations in the mobile dislocation density in addition to the delayed responses of dislocation velocity were reported [START_REF] Kazantzis | On the self-pinning character of synchro-Shockley dislocations in a Laves phase during strain rate cyclical compressions[END_REF]. These phenomena were attributed to the self-pinning nature of synchro-Shockley dislocations, namely synchro-Shockley dislocations can be temporarily pinned if one of the two coupled Shockley components is hindered due to unsuccessful thermal activation [START_REF] Kazantzis | On the self-pinning character of synchro-Shockley dislocations in a Laves phase during strain rate cyclical compressions[END_REF].

So far, the thermally activated nature of synchro-Shockley dislocations is not fully understood. In this study, the transition mechanisms of the rate-limiting steps (RLS) of the motion of synchro-Shockley dislocations at different shear and normal strain levels are studied using the NEB method [START_REF] Henkelman | A climbing image nudged elastic band method for finding saddle points and minimum energy paths[END_REF][START_REF] Henkelman | Improved tangent estimate in the nudged elastic band method for finding minimum energy paths and saddle points[END_REF]. By definition, NEB calculations are performed at 0 K, and transition state theory [START_REF] Vineyard | Frequency factors and isotope effects in solid state rate processes[END_REF] can be used to predict the behavior at elevated temperatures. The stress-dependent activation energy and volume of dislocation motion were investigated and correlated to thermal activation.

Atomistic simulations were performed using LAMMPS [20]. The interatomic interactions were modeled by the modified embedded atom method potential by Kim et al. [START_REF] Kim | Modified embeddedatom method interatomic potentials for Mg-X (X=Y, Sn, Ca) binary systems[END_REF] for Mg-Ca. The synchro-Shockley partial dislocations (partial I: 1/3[10 10]; partial II: 1/3[01 10]) in C14 CaMg 2 were constructed following the method detailed in [START_REF] Xie | Unveiling the mechanisms of motion of synchro-shockley dislocations in Laves phases[END_REF][START_REF] Hirel | Atomsk: A tool for manipulating and converting atomic data files[END_REF][START_REF] Vaid | Pinning of extended dislocations in atomically disordered crystals[END_REF], and then relaxed using the conjugate gradient with box relaxation and the FIRE [START_REF] Bitzek | Structural relaxation made simple[END_REF][START_REF] Guénolé | Assessment and optimization of the fast inertial relaxation engine (fire) for energy minimization in atomistic simulations and its implementation in lammps[END_REF] algorithm. OVITO [START_REF] Stukowski | Visualization and analysis of atomistic simulation data with OVITO-the Open Visualization Tool[END_REF] was used for visualization and analysis. The applied shear stress τ value was derived from the shear modulus on the basal plane given by the elastic constant C 44 of the interatomic potential (G (0001) = 25.6 GPa) and the applied shear strain [START_REF] Xie | Unveiling the mechanisms of motion of synchro-shockley dislocations in Laves phases[END_REF]. For more details of methods, see Figure S1 and [START_REF] Guénolé | Basal slip in Laves phases: the synchroshear dislocation[END_REF][START_REF] Xie | Unveiling the mechanisms of motion of synchro-shockley dislocations in Laves phases[END_REF].

The initial configuration of the NEB calculation on the synchro-shear slip is pre-strained by a transverse displacement corresponding to the partial slip vector b p , as illustrated in Figure 1(d). The pre-strain acts as a driving force for synchro-shear slip, and its contribution to the stored elastic energy is fully released in the final configuration after the slip event. To investigate the stressdependent synchro-shear slip, the strain-controlled NEB calculations were performed by superimposing additional shear strain in b p direction on both initial and final configurations. A synchro-shear full slip involves a leading component with the creation of a stacking fault and a trailing component with the elimination of the stacking fault. Here, we focus on the leading partial slip as the trailing counterpart exhibits a mirror symmetric minimum energy path (MEP) when the external stress is zero, see Figure S2.

The activation energy of synchro-shear slip decreases with increasing applied shear stress as shown in Figure 1(a). Similar mechanisms of synchro-shear slip are observed at different stress levels, namely, the upper part of the crystal (including the Ca atomic layer colored in dark red) shifts by a displacement gradient from zero to a0

3 [10 10] relative to the lower part of the crystal (in-cluding the Ca atomic layer colored in light red) and the Mg atomic layer synchronously displaces by a0 3 [1 210] (Figure 1(c)). Therefore, the synchro-shear slip can be decomposed into a localized atomic shuffling event (including only small atoms in the triple-layer, blue block as indicated in Figure 1(d)) and a global shear straining event (excluding small atoms in the triple-layer). The applied shear stress τ lowers the energy barrier of the global shear deformation, but not the localized atomic shuffling in the direction perpendicular to the transverse displacement introduced by the shear deformation.

The energy barrier of the synchro-shear slip is composed of the activation energies of shear-sensitive and -insensitive events. The activation volume of the shearsensitive component of the RLS (Ω RLS ) is calculated by taking the first derivative of the activation energy (E RLS ) w.r.t. resolved shear stress (τ ), Here we plot 2b 3 and 5b 3 , where b is the partial Burgers vector with a magnitude of 3.54 Å, as constants in Figure 1(b) to estimate Ω RLS . The Ω RLS value of the shearsensitive event of the synchro-shear slip is close to 2b 3 .

Ω RLS = - ∂∆E RLS (τ ) ∂τ . (1) 
The effect of normal strain on the activation energy of synchro-shear slip at different applied shear stress states is shown in Figure 1(b) and Figure S3. The decrease of the energy barrier is more pronounced under the uniaxial tensile strain perpendicular to the slip plane (0001) (ϵ zz ) than the other two tensile strain directions (ϵ xx and ϵ yy ), since the atomic motion of the synchro-shear slip, particularly for the large atoms in the triple-layer, involves significant out-of-plane components (Figure 1(c)). Eventually, the energy barrier of the RLS of the synchroshear slip corresponding to the localized atomic shuffling event does not vanish up to an applied shear stress τ = 3.52 GPa and uniaxial tensile strain ϵ zz = 10% (Figure S3). When τ > 3.52 GPa, a slip between the triple-layer and the adjacent kagomé layer other than the synchroshear slip was observed as the first event, see Figure S4. This triple-kagomé slip was demonstrated as a competing mechanism to synchro-shear slip in the Laves crystal building block of µ phases in experiments and ab-initio calculations [START_REF] Luo | Tailoring the plasticity of topologically closepacked phases via the crystals' fundamental building blocks[END_REF][START_REF] Luo | Plasticity of the Nb-rich µ-Co7Nb6 phase at room temperature and 600°C[END_REF]. The triple-kagomé full slip dissociates into two mirror symmetric partial slip events in CaMg 2 , and a stacking fault state with a high fault energy 409 mJ/m 2 compared to the low fault energy of the synchro-shear induced stacking fault (14 mJ/m 2 , Figure S5) was obtained, see Figure S6(a-b). In addition, the energy barrier of the triple and kagomé slip vanishes when the applied shear stress τ = 5.39 GPa (Figure S6(c-d)).

In Laves phases, two synchro-Shockley partial dislocations (partial I and II) exist on the basal (or {111}) triplelayer. Our previous NEB calculations suggest that the motion of 30 • synchro-Shockley dislocations is a multistep reaction that resolves into multiple transition and in-termediate states [START_REF] Xie | Unveiling the mechanisms of motion of synchro-shockley dislocations in Laves phases[END_REF]. For partial I dislocation, we identified kink-pair nucleation and following kink propagation by vacancy-hopping and interstitial shuffling as the mechanisms of motion. Among these activation events, the kink-pair nucleation process exhibits the highest energy barrier, therefore is the RLS of the mechanism of dislocation motion (Figure S7(a)).

The activation energy of kink-pair nucleation is 2.20 eV under zero applied shear and normal stress (Figure 2(a)). The kink-pair nucleation process involves the synchronous motion of Ca and Mg atoms in the triple-layer along 1/3[ 1010] and 1/3[1 210], respectively, see Figure 2(c-e). We calculated the shear stress-dependent excess energy of kink-pair nucleation by varying the applied shear strain in the same direction as b p on the initial and final NEB configurations (Figure 2(a-b) and S7(a)). The motion of the Mg atom in the triple-layer is a shortrange atomic shuffling in the slip plane perpendicular to the transverse displacement of applied shear stress and does not contribute to the global strain of the lattice, therefore it is insensitive to the applied shear stress. The activation energy of kink-pair nucleation decreases with the increase of applied shear stress. Note that we did not observe any significant change in the kink pair distance as the applied shear stress was increased (Figure S8). This is due to the fact that the energetic contribution of the formation of point defects is much higher than the elastic interaction energy between kinks as well as the line tension. In addition, the uniaxial tensile strain ϵ zz significantly lowers the energy barrier (Figure 2(b) and S7(b)). However, the energy barrier of kink-pair nucleation would not vanish under the shear and uniaxial loading due to the shear-insensitive component. When τ > 1.02 GPa, a plastic event between triple and kagomé layers was activated other than the motion of synchro-Shockley partial dislocations. Two constants of activation volumes, 2b 3 and 5b 3 according to Equation 1, were plotted in Figure 2(b) and the estimation of Ω RLS is close to 2b 3 , a similar value as obtained in the simulation setup for synchroshear slip.

For partial II, multiple transition events including nonsequential atomic shuffling, shear straining and shortrange rearrangement were identified as the mechanisms of motion [START_REF] Xie | Unveiling the mechanisms of motion of synchro-shockley dislocations in Laves phases[END_REF]. Under zero applied shear stress, the shear straining event has the highest activation energy compared with the other two events (Figure 3(a)). In addition, the activation energy of the shear straining process is proportional to the dislocation length (0.018 eV/ Å), therefore, it is neither a localized nor a thermally activated event [START_REF] Xie | Unveiling the mechanisms of motion of synchro-shockley dislocations in Laves phases[END_REF]. The stress-dependent NEB calculations of partial II were performed by applying shear strain parallel to the Burgers vector of partial II along [0 110]. With increasing applied shear stress from 0 to 0.1 GPa, the sequence of transition events on the MEP rearranges (Figure 3(a)), therefore abrupt changes of activation energies of transition events are observed (Figure 3(b)). When τ > 0.1 GPa, shear straining becomes the first event, followed by non-sequential atomic shuffling and short-range rearrangement. The activation energy of the shear straining event decreases rapidly with increasing applied shear stress. When τ > 0.4 GPa, the non-sequential shuffling event becomes the RLS with the highest activation energy on the MEPs, see Figure 3(b). In addition, the activation energy of the non-sequential shuffling process remains almost constant (around 0.5 eV) with increasing applied shear stress. Similar to the localized atomic shuffling event of kink-pair nucleation of partial I, the non-sequential shuffling accomplished by the motion of the Mg atom in the triple-layer does not contribute to the global shear deformation, therefore it is a shearinsensitive event. The uniaxial tensile strain ϵ zz lowers the energy barriers of both shear-sensitive and insensitive events (Figure 3(b) and S7(c)).

For synchro-Shockley dislocations, shear-sensitive and insensitive events co-exist on the MEPs of dislocation motion. As the resolved shear stress can only assist to overcome the energy barriers of shear-sensitive events, the overall energy barriers would not vanish even at much higher shear stress. The dislocation motion additionally requires the successful activation of the shear-insensitive events with the assistance of thermal fluctuation. For partial I, the activation of shear-sensitive and insensitive events takes place synchronously during the kinkpair nucleation. If one of these is unsuccessful due to insufficient external stress and/or temperature, then the dislocation becomes temporarily immobile, which is referred to as the self-pinning nature of synchro-Shockley dislocations in Laves phases [START_REF] Kazantzis | The mechanical properties and the deformation microstructures of the C15 Laves phase Cr2Nb at high temperatures[END_REF][START_REF] Kazantzis | On the self-pinning character of synchro-Shockley dislocations in a Laves phase during strain rate cyclical compressions[END_REF]. For partial II, the thermal activation events could only dominate the transition process when the energy barrier of the athermal process is significantly reduced by external shear stress. In addition, unlike in partial I, the shear-sensitive and insensitive events of partial II motion are activated separately, thus, the transition does not require consecutive activation of events with different energy barriers.

In addition to the differences in energy barriers of thermally activated steps, the transition processes of the motion of partial I and II show different stress responses (Figure 2 and3). A cross-over of partial I and II glidedominant regimes is thus expected as the temperature and/or stress level changes. For a high enough applied shear stress, partial II is expected to have a higher mobility than partial I at intermediate temperature. It is so because the non-sequential shuffling becomes the RLS of partial II, which exhibits a lower activation energy than the thermally activated steps of partial I. At low-stress levels but high temperatures, partial I should be more mobile than partial II. In fact, the thermal fluctuation can assist the motion of partial I by overcoming the barriers of thermally activated steps, but not the motion of partial II, where the shear straining as an athermal process brings the highest energy difference among all transition processes. At low temperatures when thermal fluctuations are not sufficient in activating synchro-Shockley dislocations, dislocation glide between triple and kagomé layers is expected to be the dominant dislocation event at high-stress levels.

The overall activation volume for the motion of synchro-Shockley dislocations consists of a shearinsensitive component, i.e., the volume for the shortrange shuffling of small atoms in the triple-layer, and a shear-sensitive component obtained from the variation of activation energy versus applied stress. For partial I in this work, the activation volume of the shear-sensitive thermally activated event on the MEP is close to 2b 3 . The activation volume for the shear-insensitive event is suspected to be similar. Therefore, an estimation of the activation volume of kink-pair nucleation with a few b 3 is reasonable and correlates well with the experimental estimations on C14 CaMg 2 (Ω < 15b 3 , based on the experimental data obtained from micropillar compression tests [START_REF] Freund | Plastic deformation of the CaMg2 C14-Laves phase from 50-250[END_REF][START_REF] Zehnder | Plastic deformation of single crystalline C14 Mg2Ca laves phase at room temperature[END_REF]) and other Laves phases [START_REF] Kazantzis | The mechanical properties and the deformation microstructures of the C15 Laves phase Cr2Nb at high temperatures[END_REF][START_REF] Kazantzis | On the self-pinning character of synchro-Shockley dislocations in a Laves phase during strain rate cyclical compressions[END_REF][START_REF] Ohba | High temperature-room temperature deformation behavior of MgCu2 Laves phase intermetallic compound[END_REF][START_REF] Saka | Plasticity of single crystals of Fe2 (Dy, Tb) Laves phase at high temperatures[END_REF], where synchro-Shockley dislocations were believed to be the main carriers of plasticity.

Uniaxial applied tensile strain perpendicular to the slip plane can lower the energy barriers of synchro-Shockley dislocation motion, as the transition events involve outof-plane atomic motion, see Figure 2, 3 and S7. This is known as non-Schmid effect, namely the dependence of the Peierls barrier upon not only resolved shear stress but also normal stress, which is common in BCC metals for example. Interestingly, non-Schmid behavior has been recently reported in the micromechanical testing of M n+1 AX n phases [START_REF] Zhan | Nonclassical crystallographic slip in a ternary carbide-Ti2AlC[END_REF][START_REF] Zhan | On the non-classical crystallographic slip in Tin+ 1AlCn max phases[END_REF] where the glide of zonal dislocations on the basal plane is believed to govern the plastic deformation [START_REF] Plummer | Basal dislocations in MAX phases: Core structure and mobility[END_REF]. It is most probable that the non-Schmid behavior observed in MAX phases originates from alternative glide mechanisms similar or identical to those reported in this work.

In summary, we show that thermal assistance is indispensable in the activation of the motion of one of the coupled synchro-Shockley partial dislocations. This finding provides an insight into the atomic origin of the brittle behavior in Laves phases upon deformation at ambient temperature due to lack of basal or {111} plasticity. 
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 1 FIG. 1. Synchro-shear slip in C14 CaMg2 at different applied stress states. (a) Shear stress-dependent minimum energy paths for leading partial of synchro-shear slip under zero normal stress. (b) Shear stress-dependent activation energy of rate-limiting step (RLS) of synchro-shear slip under zero and 0.05 uniaxial strain ϵii. (c) Snapshots of the synchro-shear slip mechanisms at reaction coordinate (RC):0 (τ = 0.45 GPa, ϵii = 0) and RC:1 (τ = 0 GPa, ϵii = 0). Only atoms in the triple-layer where the synchro-shear slip takes place (highlighted) are shown in the view along [0001] (bottom). Large (red) and small (blue) spheres are Ca and Mg atoms, respectively. Dark and light red atoms indicate Ca atoms in different atomic layers of the triple-layer. Grey-scale lines indicate the trajectories of atoms colored according to the reaction coordinates. (d) Schematics of deformation of Laves crystal introduced by synchro-shear slip. Left: initial configuration under pre-shear strain ϵ pre yz = b p /lz, where b p is the vector of partial slip and lz is the dimension of the setup in z. The applied shear stress τ = G (0001) b p /lz, where G (0001) is the shear modulus of the basal (0001) plane. Right: final configuration after the synchro-shear slip and release of stored elastic energy of pre-shear strain. The blue block indicates the Mg atomic layer in the triple-layer with the transverse displacement of b f /2 after the synchro-shear slip, where b f is the vector of full slip. The transverse displacement vectors and corresponding crystallographic orientations are indicated in the coordinate system. The semi-fixed boundary conditions where atoms are frozen in shear and non-periodic directions are marked in grey.
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 32 FIG. 2. Kink-pair nucleation of partial I dislocation in C14 CaMg2 at different applied shear and normal stress states. (a) Shear stress-dependent minimum energy paths for kink-pair nucleation under zero normal stress. (b) Shear stress-dependent activation energy of RLS (kink-pair nucleation) of motion of 30 • synchro-Shockley partial I dislocation under zero and 0.05 uniaxial strain ϵzz. (c-e) Snapshots of the mechanisms of kink-pair nucleation at zero applied shear and normal stress. The same visualization and color coding schemes as Figure 1(c) are used here. Only the trajectories of highlighted atoms are shown here.

  FIG. 3. Rate-limiting steps of motion of partial II dislocation in C14 CaMg2 at different applied shear and normal stress states. (a) Shear stress-dependent minimum energy paths for the motion of partial II. (b) Shear stress-dependent activation energies of RLS (shear straining event when τ < 0.4 GPa and non-sequential shuffling event after shear straining stage when τ > 0.4 GPa) of motion of 30 • synchro-Shockley partial II dislocation under zero and 0.02 uniaxial strain ϵzz. (c-e) Snapshots of the mechanisms of (d) shear straining and (e) non-sequential shuffling under 0.26 GPa applied shear stress and zero normal stress. The same visualization and color coding schemes as Figure 1(c) are used here. Only the trajectories of highlighted atoms are shown here.
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 34 Figure S 3. Minimum energy paths for leading partial of synchro-shear slip at different shear and normal stress states. (a) Shear stress-dependent minimum energy paths for leading partial of synchro-shear slip under uniaxial tensile strain ϵxx=0.05. (b) Shear stress-dependent minimum energy paths for leading partial of synchro-shear slip under uniaxial tensile strain ϵyy=0.05.(c) Shear stress-dependent minimum energy paths for leading partial of synchro-shear slip under uniaxial tensile strain ϵzz=0.05. (d) Normal strain-dependent minimum energy paths for leading partial of synchro-shear slip under shear strain ϵyz=0.12.
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 56 Figure S 5. Strain-dependent (normal or shear strain) stacking fault energy of the simulated C14 CaMg2. The stacking fault energy decreases with increasing tensile and shear strain. The stacking fault energies in Laves phases are expected to depend on temperature and applied stress. However, when comparing the energy contribution of the stacking fault extension with the energy required for kink-pair nucleation, this effect is negligible. E.g., in the kink pair nucleation process at 0% applied strain, the energy required for the extension of stacking fault is only 1.5% (0.034 eV, considering the width of the kink-pair is 7.3 Å, see FigureS8(b)) of the overall energy barrier (2.20 eV), which is very small.
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 78 Figure S 7. Minimum energy paths for (a) motion of partial I dislocation at different applied shear stress states and zero uniaxial tensile strain, (b) kink-pair nucleation of partial I dislocation at different applied shear stress states and uniaxial tensile strain ϵzz=0.05 and (c) motion of partial II dislocation at different applied shear stress states and uniaxial tensile strain ϵzz=0.02 in C14 CaMg2.
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