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Abstract. 

In this work, a novel system for the hot wall evaporation of MoO3 in a horizontal furnace and at low 

vacuum atmosphere was settled. Pure MoO3 material was obtained without the presence of other 

phases and with a strong preferential orientation, as revealed by electron microscopy, micro-Raman 

spectroscopy and x-ray diffraction. Photoluminescence and Raman spectra were measured as a 

function of temperature. As a result, the first-order temperature coefficient of the fifteen measured 

vibrational modes is reported and compared with the scarce literature data available. The relation 
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of these coefficients with the thermal expansion coefficient is discussed in the framework of the 

Grüneisen model. Moreover, for the first time, the temperature dependence of the different 

contributions of photoluminescence spectra for MoO3 is reported, and an anomalous increase in PL 

intensity of all transitions is observed in the range of 40 to 140 K, followed by a normal quenching 

at high temperatures. The Shibata model was used to interpret the origin of this anomalous effect. 
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1. Introduction. 

The interest in molybdenum oxides has grown considerably in recent years. With a band gap of near 

3.0 eV [1] and a large work function, MoO3-x (also called MoOx, a sub-stoichiometric MoO3 or a mix 

of different molybdenum oxide phases) has been used as a hole transporter for both organic [2] and 

inorganic [3] solar cells. More transparent (and more resistive) stoichiometric MoO3 is very 

promising because of its chromic [4] properties, the removal of pollutants in water due to its 

photocatalytic properties [5], gas sensing ability [6], incorporation in field effect transistors [7] 

among other applications [8]. 

Sputtering and Thermal Evaporation (TE) have been frequently used for the growth of the MoOx 

films [9–11]. Since the resulting material is usually a mixture of different molybdenum oxide phases, 

further oxidative treatments [12] are necessary if stoichiometric MoO3 is required. In addition, in a 

typically TE process, there is a great loss of source material which, for the most part, ends up 

deposited in the walls of the evaporation chamber. Also, the uncontrolled heating procedure 

normally used in TE leads to an often unnecessary increase in source temperature, and high 

temperature rising of the source,  particularly for relatively volatile materials. This prevents a 

reasonable control of the vapor species and consequently of the stoichiometry of the obtained film. 

Different Hot Wall evaporation procedures have been developed in an effort to overcome some of 

the above problems[13].  

In this work, we have settled a system for the hot wall evaporation growth of MoO3 in a horizontal 

furnace under a low vacuum atmosphere. Unlike the above-mentioned methods, we obtained a 

pure MoO3 material without the presence of other phases and with a strong preferential orientation 

(even when deposited on amorphous glass substrates), as was revealed by scanning electron 

microscopy (SEM), transmission electron microscopy (TEM), scanning transmission electron 
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microscopy (STEM), micro-Raman spectroscopy and x-ray diffraction (XRD) techniques. In addition, 

photoluminescence (PL) and Raman spectra were measured as a function of temperature. While 

room temperature Raman spectroscopy has been widely used to discriminate between different 

phases in the Mo-O system, the temperature dependence of Raman spectra has been much less 

studied. However, it is a powerful tool for investigating the thermal properties of materials and, 

from a practical point of view, provides a relatively simple, cost-effective, and accurate method for 

in-situ temperature measurements. This could be very useful in some of the various applications of 

MoO3. In this paper, we report the first-order temperature coefficient of the fifteen measured 

vibrational modes, which is compared with the scarce reported data available in the literature in the 

frame of the Grüneisen model. 

The temperature dependence of luminescence is an excellent tool to determine the origin of the 

different radiative transitions and their relation to the electronic band structure. Thus, the study of 

the temperature behavior of the energetic position or integrated intensity of relevant luminescent 

peaks allows differentiation between near-band emission, donor-acceptor pairs and deep centers, 

for example. In the case  of MoO3, broad room temperature PL spectra covering the visible range 

have been reported [9–12] by different authors, but, to the best of our knowledge, the temperature 

dependence of PL has not been studied so far. In the present work, we report an anomalous increase 

in PL intensity observed for all transitions in the range 40 – 140 K, followed by a normal quenching 

at higher temperatures. A model, first developed by Shibata [18], was used to determine the 

parameters involved in the emission. 

2. Experimental 

MoO3 powder, used as the source material, was placed in the hottest zone of a horizontal quartz 

reactor and heated with a tubular furnace to a temperature of 650 oC. Glass slides or n-type doped 
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(100) Si, used as substrates, were located in a colder region, around 15 cm far from the source at 

180 oC. Using a rotary vacuum pump, the quartz reactor was evacuated to a base pressure of 10-3 

Torr. Different from chemical vapor deposition, no reactive gases were introduced in the furnace; 

film growth follows the following steps: thermal sublimation of the source, transport of confined 

vapor along the horizontal hot walls of the quartz reactor, and deposition in a cooler region (where 

the temperature is low enough so that the material does not re-vaporize). A temperature controller 

allowed to set the temperature of the source by means of a thermocouple inserted in the reactor 

and in close contact with the source. A second thermocouple allowed measuring the substrate 

temperature. Fig. 1 outlines the set-up for the preparation of the MoO3 films. 

 

Fig. 1. Schematic of the experimental set-up for the preparation of MoO3 films, including the 

temperature profile inside the quartz reactor. 

 

X-ray diffractograms were taken in the 𝜃 − 2𝜃 configuration using KαCu radiation (λ = 1.54 Å) with 

a Panalytical X-Pert Pro diffractometer. High resolution transmission electron microscopy (HRTEM) 

and scanning transmission electron microscopy (HRSTEM) measurements were performed by a JEOL 
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ARM 200-Cold FEG microscope (0.12 nm and 0.078 nm resolution in TEM and STEM mode, 

respectively). PL spectra were measured by exciting the samples with the 325 nm wavelength line 

of a He–Cd laser and were corrected considering the spectral response of the system. The sample 

emission was focused into an Acton SpectraPro 2500i spectrograph and detected by a 

photomultiplier tube. Raman spectroscopy was carried out with a confocal optical microscope 

coupled to a modular Raman spectrometer from Horiba (iHR320). The light source was a continuous 

wave diode-pumped solid-state (CW-DPSS) laser with a wavelength of 473 nm (Cobolt Inc.). The 

laser was focused onto the sample with a 100 × objective and a power of 2.79 mW. The Raman 

scattered light was dispersed into the spectrometer with a 2400 lines/mm grating, and a charge-

coupled detector (CCD) (Synapse, Horiba Inc.) was used to collect the Raman spectra. SEM images 

were taken with an FE-SEM Hitachi S-4700 equipment. Surface photovoltage (SPV)  measurements 

were performed at room temperature in a lab-made apparatus[19]; comprising a halogen lamp, a 

grating monochromator, a lock-in amplifier and an optical chopper. For such measurements, the 

sample is located between a transparent indium–tin–oxide (ITO) electrode and a copper plate which 

acts as the sample holder and the bottom ground electrode forming a capacitor. Thus, the SPV signal 

is capacitively measured via a high-impedance buffer. The signal measured as a function of incident 

photon energy provides the SPV spectra. The topography exploration was conducted in a 

SmartSPM1000-AIST-NT Inc atomic force microscope operating in semi-contact mode, using 

MikroMasch AFM probes (Si) with a tip radius of  ~8 nm, a nominal resonant frequency of 325 kHz, 

and a nominal spring constant of 40 N/m. 

3. Results 
 

3.1. Structure and morphology 
 

The orthorhombic crystalline structure of MoO3 is presented in Fig. 2a. Layers stacked along the b-

axis and separated by weak Van der Walls bonds are formed by two sublayers composed by 

 1 
 2 
 3 
 4 
 5 
 6 
 7 
 8 
 9 
10 
11 
12 
13 
14 
15 
16 
17 
18 
19 
20 
21 
22 
23 
24 
25 
26 
27 
28 
29 
30 
31 
32 
33 
34 
35 
36 
37 
38 
39 
40 
41 
42 
43 
44 
45 
46 
47 
48 
49 
50 
51 
52 
53 
54 
55 
56 
57 
58 
59 
60 
61 
62 
63 
64 
65 



distorted octahedra rows with O atoms in the vertices and Mo atoms in the center. These sublayers 

are linked by octahedral vertices/edges in the a-axis/c-axis direction. The three symmetry-distinct 

O atoms (O1, O2, O3) are represented by different colors (or gray tones in the printed version). As 

the octahedra are distorted, two different lengths can be observed for the Mo-O2 and Mo-O3 

bonds. [20–23].  In Fig. 2b), a x-rays diffractogram (XRD) taken in the 𝜃 − 2𝜃 configuration (indexed 

according to the JCPDS card No. 05-0508) of the sample is shown. Room temperature Raman 

spectrum of an as-grown sample, indexed taking into account previous reports [20–23] is shown in 

Fig. 2c). Both Raman spectra and XRD results prove that samples are composed of pure MoO3 

without the presence of other MoOx phases. Moreover, XRD indicates a strong preferential 

orientation with the (010) crystalline plane parallel to the surface. This orientation is also suggested 

by the surface morphology, as shown in the SEM image of Fig. 2d). In Fig. 2e) an AFM image shows 

the height (in nm) of some steps on the surface, including two steps with heights of 0.65 and 0.68 

nm, respectively, that correspond with half the b-axis parameter, which is the height of one 

sublayer. 
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Fig. 2. a) The structure of MoO3. Layers stacked along the b-axis and separated by weak Van der 

Walls bonds are formed by two sublayers composed by two distorted octahedra rows with O 

atoms in the vertices and Mo atoms in the center. The three symmetry-distinct O atoms (O1, O2, 

O3) are represented by different colors (or gray tones in the printed version). b) X-ray 

diffractogram of a typical sample grown on soda- lime glass. The large intensity of the (0L0) peaks 

reflects a high preferential orientation with the [010] direction normal to the surface; c) Raman 

spectra and d) SEM image of the same sample. The surface morphology, with faceted flakes, 

suggests confirmation of the preferential orientation; e) AFM image showing the height (in nm) 

of some steps on the surface. It can be noted that the largest steps are approximately multiples 

of the lattice parameter b. It is interesting to observe two steps with heights of 0.65 and 0.68 nm, 

respectively, that correspond with half lattice parameter, which is the height of one sublayer. 
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Fig. 3. a) BF-TEM micrograph of a MoO3 flake grasped from the film surface. In the inset, an HR-

TEM micrograph (scale bar of 2 nm) with relevant interplanar distances highlighted: d100=3.72 Å 

and d001=3.98 Å; b) Indexed selected area electron diffraction pattern for the flake in a) (zone axis 

[010]); c) and d) BF-TEM micrograph and the corresponding diffraction pattern for a MoO3 flake 

found in a different orientation (zone axis [001]); e and f) HAADF-STEM micrographs at two 

different magnification performed at the MoO3 flake in c). The simulated MoO3 structure as 

viewed in the [001] direction is depicted at the inset of f). The distance between intra and inter-

sublayer Mo rows are also displayed. 

The bright-field TEM images of two flakes grasped from the films surface and the corresponding 

selected area diffraction patterns are displayed in Fig. 3 a-d). The two flakes are found to have 

different orientations: the basal planes are normal to the [010] and [001] directions, respectively. 

High-angle annular dark-field scanning transmission electron microscopy (HAADF STEM) images 

showing Mo atoms are presented at two different magnifications in e-f). A simulation of the position 

of the Mo atoms from the [001] directions is presented in the inset of Fig. f). The intra and inter-

sublayer Mo rows in the stacked direction are displayed in f). The different observations did not 

reveal the presence of point defects, dislocations or stacking faults, indicating that a good crystal 

quality could be achieved using the proposed synthesis strategy. 
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3.2. Temperature dependence of the Raman spectra 

 

Fig. 4 shows the evolution with temperature of Raman spectra measured from 100 to 500 ℃ at 50 

℃ intervals. The spectra were deconvoluted using 15 Lorentzian functions centered at 114, 127, 

154, 197, 215, 243, 282, 290, 336, 364, 377, 472, 667, 819 and 994 cm-1. The peak positions are 

similar to those reported elsewhere [20,24–26]. In particular it is interesting to note the remarkable 

coincidence of our measured  vibration frequencies with those obtained at ambient pressure for 

MoO3 nanoribbons [27] which is an indication of the absence of substrate induced strain on our 

samples. In Table I, a comparison with previously reported data is shown. It can be easily checked 

from direct observation that no phase transformation occurs during Raman measurements since no 

extinction or appearance of any new Raman band could be detected. All the individual peaks show 

a tendency to red shift with increasing temperature, a characteristic behavior that has been 

observed in many different materials [28,29]. The change in position Δ𝜔 from 100 to 500 ℃ is shown 

in column 6 of Table I for each peak.  On the other hand, peak shifts with temperature were fitted 

according to:  𝜔(𝑇) = 𝜔0 +  𝜒𝑇. 
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Fig. 4. Temperature evolution of the Raman spectra for a typical MoO3 sample. It can be observed 

that there is no extinction or emergence of any Raman band, suggesting the absence of phase 

transformation in this temperature range. 

where 𝜔0 is the peak position at 0 𝐾 and 𝜒, the first-order temperature coefficient [30]. Columns 7 

and 8 of Table I show the 𝜔0 and 𝜒 parameters that best fitted the experimental results (the 

uncertainty of the fit for the most relevant parameter 𝜒 is included). 
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Fig. 5. Temperature evolution of the center of Raman bands near a) 154 cm-1 and b) 819 cm-1. 

Linear fit used to determine the first order Raman coefficient for peaks at about c) 154 cm-1 and 

b) 819 cm-1. 

As an example, Figs. 5a) and b) show the evolution with temperature of Raman bands centred at 

around 154 and 819 cm-1. These figures show the linear fits used to determine the first-order Raman 

coefficient for the same peaks. The same procedure was carried out for the remaining peaks; it is 

shown in the supplementary material (S1). 
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Table I. Raman shifts reported in the literature for MoO3. 𝚫𝝎 in the range from 𝟏𝟎𝟎 to 𝟓𝟎𝟎 ℃ 

and first-order temperature coefficient of Raman peaks are also presented.  

Haro et 
al. [20] 
 [ 1cm ] 

Ou et al. 
[24] 
 [ 1cm ] 

Camacho 
et al. [25] 
 [ 1cm ] 

Atuchin et 
al. [26] 
 [ 1cm ] 

This work 

 [ 1cm ]  [ 1cm ] 
 

o [ 1cm ] 

 

  

[ 2 1 110 cm K   ] 

114  112 115 114 -3.6 118  -0.90 ± 0.02 
127  124 128 127 -4.9 132 -1.16 ± 0.03 
156 154 147 157 154 -9.9 164 -2.49 ± 0.10 
196 204 194 197 197 -2.7 199 -0.69 ± 0.02 
215  211 217 215 -5.0 221 -1.25 ± 0.06  
238  236 245 243 -9.0 251 -2.18 ± 0.07 
282 284 280 283 282 -5.3 287 -1.31 ± 0.09 

   291 290 -7.4 297 -1.73 ± 0.07 
335 333 336 337 336 -1.7 338 -0.43 ± 0.02 
363  364 365 364 -0.5 365 -0.11 ± 0.03 

 376 376 378 377 -3.6 380 -0.78 ± 0.09 
468 471 468 471 472 -0.1 473 -0.10 ± 0.05 

  485      
  568      

664 666 662 665 667 -6.2 672 -1.55 ± 0.24 
  727      

774        
817 821 819 819 819 -0.7 820 -0.18 ± 0.05 
849        
993 995 992 995 994 -3.5 995 -0.91 ± 0.02 

 

Previous measurements of temperature-dependent Raman spectra for MoO3 in the range 25 – 450 

℃ have been reported in [31], but only the dependence with temperature of the stretching vibration 

near 998 cm-1 (993 cm-1 in our work) was presented. Remarkably, the value of 𝜒 obtained in that 

paper agree pretty well with our -0.90 x 10-2 cm-1K-1 result. In ref. [32] temperature-dependent 

Raman spectra for MoO3 nanoribbons in the range 25 – 650 ℃ were measured. They reported 

frequency-temperature plots only for low wavenumber modes. The range of variation of the 

frequencies was similar to that of our modes located near 154, 127 and 114 cm-1, but they observed 

a non-monotonous decrease with a plateau in the range 173 - 350 ℃, which  we did not observe at 

all. They ascribed such behavior to a gradual coalescence process of the nanoribbons as a 

consequence of the annealing effect.   
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The frequency variation of the Raman modes with temperature is due to an anharmonic behavior 

leading to cell expansion with increasing temperatures [33]. It is characterized by the Grüneisen 

parameter, which, for the i-th vibrational mode, is defined as [34]: 

 
(log )

(log )

i
i

V






 (1.1) 

In this expression 𝜔𝑖 is the frequency of the i-th mode, and 𝑉 is the cell volume. Following 

thermodynamic considerations, the relative rate of change of frequency with temperature 
1

𝜔𝑖

𝑑𝜔𝑖

𝑑𝑇
 

can be expressed as: 
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    (1.2) 

Where 𝛽 is the coefficient of thermal expansion, and 𝛾𝑖  is in general different for each mode. In the 

case of isotropic thermal expansion, a weighted average of the different 𝛾𝑖  can be used. However, 

in the case of MoO3, it has been found that the thermal expansion coefficient is strongly anisotropic 

[35,36], the linear expansion along the b axis (the axis normal to the stacked lamellae) being much 

higher than along the other axes.† Furthermore, in ref. [36], based on x-ray diffraction 

measurements, the authors have found a negative thermal expansion coefficient along the c-axis. 

In our measurements, 
1

𝜔𝑖

𝑑𝜔𝑖

𝑑𝑇
 results in negative values for all modes; this indicates that Grüneisen 

parameters and expansion coefficients have the same sign. We used the linear expansion 

coefficients reported in the literature cited above [36] to determine the Grüneisen parameter from 

our 𝜒 value for the stretching vibrations along the lattice vector directions a, b, c (819, 994 and 667 

cm-1, respectively). The results are shown in Table II together with the used linear expansion 

coefficient and the Grüneisen parameter reported in [36]. Significant quantitative disagreement is 

                                                           
† The arrangement of the lattice vectors in our work is different than in that reference: our a, b, c lattice 
vectors, represent the c, a, b lattice vectors in the cited article. 
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observed between our results and those of that reference, which is probably due to the fact that 

our approximation is too simplified since only the stretching vibrations were considered. On the 

other hand, in reference 33, it was observed that the thermal expansion along the b axis is rather 

determined by the increase of the Van der Waals gap distance and not by the Mo-O bond: the 

relation between the thermal expansion of the Mo-O bond with respect to that of the Van der Waals 

gap was found to be 1/10. This effect could explain a lower mode frequency dependence and an 

underestimation of the Grüneisen parameter along the b axis. In fact, if we consider that the actual 

expansion coefficient for the Mo-O bond is 1/10 of the measured expansion coefficient along this 

direction, the calculated 𝛾𝑖  will approximately approach the value of 2, which compares with the 

value of 3.2 reported in [36]. A similar, no homogeneous distribution of the expansion coefficient in 

the other directions would partly explain the observed discrepancies. At all, a theoretical estimation 

of the Grüneisen parameter along the different directions would be needed for each vibration mode 

to get a better understanding of the relation between the 𝜒 values reported in the present work, 

the linear expansion coefficients 𝛽, and the Grüneisen parameter 𝛾𝑖. The values reported here can 

be useful for this kind of studies. 

Table II. Comparison of the Gruneisen parameter calculated in ref. 33 from a fit of the temperature 
dependence of the linear thermal expansion and our calculations from the frequency Raman 
modes-temperature dependence. 

Direction 
a, b, c 

Mean value of the 
linear expansión 
coefficients 𝛽 (𝐾−1)  
(ref. 33) 

Grüneisen 
parameter 𝛾𝑖  
ref. 33 

Frecuency 
𝜔𝑖 (cm-1) 
 

𝜒 (𝑐𝑚−1𝐾−1) 
(this work) 

𝛾𝑖 = −
1

𝛽

1

𝑤𝑖
𝜒 

(this work) 

A 1.0 × 10−5 18 819 -0.002 0.24 
B 4.5 × 10−5 3.4 994 -0.009 0.20/2* 
C −0.35 × 10−5 -20 667 -0.015 -6.4 

*Considering a smaller thermal expansion coefficient as explained in the text 

3.2 Photoluminescence temperature dependence 
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The temperature dependence of the photoluminescence spectra (in the range 12 -290 K) for a 

typical MoO3 sample is presented in Fig. 5. Spectra is quite broad over the whole visible range. At 

low temperatures, a white luminescence was observed while, for temperatures above 180 K, a green 

shift of the whole spectrum was observed. All PL spectra were deconvoluted using five Gaussian 

contributions centred at 2.09, 2.68, 2.90, 3.02, and 3.09 eV in the 12 K spectra, as shown in Fig. 6a) 

displays, as an example. Fig 6b) shows the evolution of the center of the deconvoluted Gaussians 

with temperature.  

 

 

 

 

 

 

 

Fig. 5. Photoluminescence spectra of the MoO3 samples as a function of temperature. 
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Fig. 6. a) Pl spectra of a MoO3 sample at 12 K deconvoluted using five Gaussian contributions 
centred at 2.09, 2.68, 2.90, 3.02, 3.09 eV, respectively. b) Evolution with temperature of the center 
of Gaussian contribution. (Varshni empirical equation fit is shown with a solid line). 

 

Several authors reported the band gap of MoO3 at around 3 eV [8,37–39]. The peak 3 (2.90 eV at 

low temperature) presents the typical shrinkage with increasing temperature of near band edge 

emissions (NBE) which we have fitted  by the semi-empirical Varshni  equation [40]: 

 
2

( ) (0)PL PL

T
E T E

T




 


 (1.3) 

With  𝛼 = 3.0 𝑚𝑒𝑉 𝐾−1 and 𝛽 = 1.51 𝑥 103 𝐾. 𝐸𝑃𝐿(0) is the emission peak position at 0 K and T is 

the absolute temperature. Such a fitting is shown by a solid line in Fig. 6b.  

It is interesting to note that the position of the higher energy peaks at 3.02 and 3.09 eV remains 

practically unchanged with increasing temperature. These emission bands have been associated 

with (𝑑𝑧2 − 𝑑𝑦𝑧) split transition in an octahedral crystal field [41] after the analysis of diffuse 

reflectance spectra. Crystal field splitting excitation, common to transition metals bound to ligands, 

has also been observed for MoO3 in [42], using electron paramagnetic resonance measurements. 
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The energy location and temperature behavior in our PL spectra seem to support the above 

assumptions.  

The peak located at 2.68 eV barely changes its center with increasing temperature. This emission 

band is probably due to a point defect or donor-acceptor pair. Transition at circa 2.0 eV at low 

temperature is expected to be related with a deep level within the band gap. 

Evolution with temperature of the intensities of PL bands is shown in Fig. 7. All PL bands show similar 

qualitative behavior: up to 40 K, the intensity remains approximately unchanged, while for 

temperatures higher than 140 K, a thermal quenching is observed. In the range 40-140 K, they 

experience an anomalous increase in intensity. The fact that all the bands show an increase in the 

intensity over a similar temperature range seems to exclude the presence of the Schön-Klasens or 

multi-center mechanism, according to which the increase in the intensity of some transitions occurs 

at the expense of the quenching of others [43]. Similar anomalous behavior has been observed in 

other materials [44,45], often referred to as negative thermal quenching (NTQ), and is commonly 

associated with thermal release of carriers at traps or localized surface states [46]. In [40], 

dissociation of an exciton with the injection of free electrons in the conduction band serves as an 

additional source for the conduction band- acceptor transitions which present NTQ in ZnO 

nanocrystals. In [39], the red band (deep donor-deep acceptor transition) of GaN present NTQ 

because of the thermal excitation of electrons from a shallow donor to the conduction band. On the 

other hand, in [41], surface trap levels in ZnO nanostructures are responsible for directly feeding 

the initial state of both free exciton and green transition, with two different activation energies.  

The NTQ of luminescence can be explained by a model developed by Shibata et al [18]. For the most 

general case of PL, intensity can be fitted using Shibata’s model equation as: 
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where Bk  is the Boltzmann constant, (0)I correspond to PL intensity at absolute cero, qD  and  jC

are parameters associated with radiative and non-radiative mechanisms, respectively, qE  and jE

are the energy of activation of the negative and the normal thermal quenching, respectively. In the 

simplest case, only one mechanism is considered for each contribution and equation (1.2) takes the 

form: 
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The solid lines in Fig. 7 show the fit for each PL band using (1.5). The best-fit parameters obtained 

are shown in Table II. 

 

 

 

 

 

 

 

 

Fig. 7. PL intensities evolution with the inverse of the absolute temperature (solid symbols) and 
Shibata model fit to the data points (lines). Fitting parameters are reported in Table II for each PL 
peak.  
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Table II. Best-fit Shibata model parameters for the different contributions of the luminescence. 𝑬′ 
and 𝑬 correspond with activation energy of increase PL and thermal quenching activation energy, 
respectively. 𝑫 and 𝑪 are fit parameters. 

 D E’ C E 

Peak 1 10.14 19 ± 5.1 𝑚𝑒𝑉 83.07 58 ± 5 𝑚𝑒𝑉 
Peak 2 1.49 6.4 ± 2.3 𝑚𝑒𝑉 1.1 · 104 128 ± 21 𝑚𝑒𝑉 
Peak 3 1.55 6.7 ± 2.8 𝑚𝑒𝑉 2.2 · 103 110 ± 18 𝑚𝑒𝑉 
Peak 4 1.86 6.4 ± 1.4 𝑚𝑒𝑉 7.9 · 103 131 ± 15 𝑚𝑒𝑉 
Peak 5 2.4 8.0 ± 1.8 𝑚𝑒𝑉 5.0 · 103 126 ± 15 𝑚𝑒𝑉 

 

It can be observed that peaks 2-5 show approximately the same activation energy of NTQ (6-8 meV). 

If the NTQ is due to direct feeding of the initial state of the transitions, this suggests that all the 

transitions have the initial state at the same energy (if the initial states were different for the 

different transitions, a feeding state located 6-8 meV below every initial state does not seem to be 

a realistic assumption). If the NTQ is due to indirect feeding of electrons to the conduction band 

with subsequent relaxation to the initial state of each transition, the initial states may be located at 

different energies, and the feeding state should be 6-8 meV below the conduction band minimum 

and would be a neutral shallow donor.  

The activation energy of the standard thermal quenching of PL is also of the same order for these 

transitions. It is probably a consequence of all the transitions having the same non-radiative 

quenching mechanism, probably a relatively deep acceptor level (taking into account the n-type 

condition of MoO3). Since the MoO3 is expected to have an indirect band gap, we suppose that, in 

this relatively intense luminescence, defect states are involved rather than band-to-band or free 

exciton emission. In fact, NBE assigned peak 3 presents a low-temperature energy position which is 

smaller than the band gap energy by about 100 meV. This points to a defect-band transition (donor-

acceptor transition can be excluded because they are not expected to follow the temperature 

shrinkage of the gap and are not considered as NBE transitions). However, a complete interpretation 

of the origin of the different PL bands is rather difficult since it is hard to explain that the same 
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negative thermal quenching activation energy exists for transitions of a different nature as crystal 

field splitting levels or band states. A reasonable explanation could be considered a slightly higher 

than 3 eV band gap. In such a way, crystal field splitting levels could be fed from the conduction 

band due to the ionization of a shallow level located at around 6 meV below the conduction band, 

thereby explaining the NTQ behavior.  

3.3 Surface photovoltage spectroscopy 

 Surface photovoltage spectroscopy (SPS) is a particularly useful technique to study the electronic 

transition caused by the light absorption in semiconductors [47]. Figure 10 shows an SPV spectra 

(black line) for one of the MoO3 samples obtained with this method. Details on the experimental 

procedure can be seen in reference [19]. In SPS, electronic transitions are associated with changes 

in the slope of the SPV spectra. The energy value of the transitions can be clearly obtained from the 

derivative spectra ( · ) /d E SPV dE (red line), also included in the figure. The maxima, corresponding 

to the inflection points in the original spectrum, give the energy positions of the electronic 

transitions observed in the original spectrum. Two main bands are clearly observed. The relatively 

wide band at around 3.08 eV can be related with the higher energies PL emission peaks observed in 

the region of the band gap [1,37,48] (peaks 1-3 in Fig. 6). Since SPS, in general, resembles the 

absorption spectrum this is a reasonable explanation. Transition at 2.38 eV has been commonly 

associated with defect states, presumably oxygen vacancies or Mo5+ centers [41,49] and may be 

related to the PL transitions 5, 6 in Fig. 6.  
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Fig. 10.  SPV spectra (black) and 𝐝(𝐄 · 𝐒𝐏𝐕)/𝐝𝐄  (red) of a typical MoO3 sample. The graph shows 

transitions related to a near-bandgap (3.08 eV) and an inter-band defect state (2.38 eV). 

4. Conclusions 

Using a simple hot wall thermal evaporation system in horizontal configuration and under low 

vacuum conditions, strongly oriented pure MoO3 films with the b-axis normal to the surface were 

grown on glass substrates. Raman spectra and x-ray diffraction analysis showed that no spurious 

phases were present. Very thin single crystal flakes were exfoliated from the films, and the crystal 

structure of MoO3 was verified in two different zone axes by means of high-resolution TEM images 

and electron diffraction patterns. High resolution STEM confirmed the high quality of the 

synthesized MoO3 film. 

Temperature dependence of Raman spectra allowed to report the first order temperature 

coefficient of the frequencies for the fifteen vibrational modes measured. The relation of this 

coefficient with the thermal expansion coefficient reported in the literature was discussed according 

to the Grüneisen treatment for anharmonicity. Since the thermal expansion coefficient of MoO3 is 
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anisotropic and inhomogeneous along the different directions, the interpretation of the parameters 

guiding the thermal expansion is not trivial but very important for applications such as 

heterostructures, or atoms intercalation, for example. The first-order temperature coefficients 

reported here may help to a better understanding of this thermal phenomenon.  

The temperature dependence of the photoluminescence contributions of MoO3 is reported for the 

first time for MoO3. The observed transitions were identified according to their temperature 

behavior and considering previous reports on the optical properties of MoO3. Thus, the more 

energetic transitions were associated with (𝑑𝑧2 − 𝑑𝑦𝑧) split in an octahedral crystal field. A 

transition at lower energy was found to have the typical qualitative band gap thermal evolution and 

was fitted with the Varshni equation typically used for band gap related emissions. As the low 

temperature value of this emission is appreciably smaller than that reported for the band gap of 

MoO3, we consider this emission as a near band edge one. Then, apart from a constant offset value, 

it is the first report of the temperature dependence of the MoO3 band gap. A negative thermal 

quenching was observed in the range of 40 – 140 K for all the transitions, followed by a normal 

quenching at higher temperatures. Shibata's model, which has been used to interpret the negative 

thermal quenching of the luminescence in other materials, allowed to fit the temperature 

dependence of the intensity for the different transitions. Similar activation energies of about 6 meV 

were found for the NTQ in the four more energetic transitions.  We hypothesize that the ionization 

of a shallow donor, with ionization energy of about 6 meV, and subsequent relaxation to the initial 

states of the transitions are responsible for the negative thermal quenching of the 

photoluminescence.  

In addition to proposing a new and simple preparation method for pure MoO3 layers, this work is a 

contribution to the understanding of the thermal and optical properties of MoO3, a very versatile 

material with potential applications in several branches of technology.  
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