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Abstract 

The residue of electrolyte is a main challenge for local electrochemical measurements 

based on spatially localized contact between the electrolyte and the sample surface, 

such as scanning droplet cell or scanning electrochemical cell microscopy. By 

immobilizing electrolyte in the form of gel, scanning gel electrochemical microscopy 

(SGECM) is expected to overcome this challenge. This work proposes an analytical 

method for studying the issue of electrolyte residue from gel probes in SGECM. It is 

based on measuring approach-retract curves of gel probes on a quartz crystal 

microbalance (QCM), where the resonance frequency is recorded and synchronized 

with the current response. Verified by SEM observation, the frequency shift after one 

approach-retract cycle is taken as a measure for systematically compare the extent of 

electrolyte residue on the Au-coated quartz crystal surface. The results show that the 

electrolyte residue from freshly prepared gel probes, especially after soaking redox 

probes, could be reduced to negligible after a few approach-retract cycles. It can also be 
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inhibited by co-electrodeposition of chitosan with tetraethoxysilane for preparing 

composite gel probe. Electrolyte residue could increase when over-pressing the gel 

against the sample. The residue of two types of gel probes and microcapillaries is also 

compared. The combination of QCM with SGECM offers a quality control method for 

gel probes before quantitative local electrochemical measurements. 

 

Keywords 

Scanning gel electrochemical microscopy, quartz crystal microbalance, electrolyte 

residue, microcapillaries, chitosan, tetraethoxysilane 

 

1. Introduction 

Scanning electrochemical probe techniques are powerful tools for studying 

electrochemical interfaces at micro and nanoscale. They can be divided in two 

categories: (1) localizing the electrode; (2) localizing the electrolyte. The former is 

known as scanning electrochemical microscopy, which is based on a micro or 

nano-electrode scanning over a sample that is immersed in liquid electrolyte [1]. The 

latter relies on spatially localized contact between the electrolyte and the sample. To 

achieve this, a common strategy is to contain the electrolyte in a micro or 

nano-capillary. The capillary, with a droplet hanging at its opening, is approached to 

the sample surface. As the droplet touches the sample, a local electrochemical 

interface is formed and electrochemical measurements can be carried out. The concept 

is known as scanning droplet cell (SDC). It could date back to 1980s where glass 
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capillaries or syringes were pushed against the sample to perform local 

electrochemical measurements, such as applying constant potential or current for local 

electrodeposition, or polarization and electrochemical impedance spectroscopy for 

studying localized corrosion [2,3]. Due to the limit of fabrication at that time, the 

spatial resolution was initially only in the range of hundreds of microns to 

millimetres. 

Over the years, the spatial resolution of SDC has been significantly improved to a few 

microns and even nanometres, thanks to the technical development on the precise 

control of pulling capillaries (e.g. laser pullers mainly developed for 

electrophysiology). Recently, Mauzeroll’s group has used SDC for studying localized 

corrosion of aluminium alloys and defects of diazonium modified glassy carbon 

electrodes [4,5]. A revolutionary progress in the field is scanning electrochemical cell 

microscopy (SECCM), which was developed by Unwin and co-workers [6]. Not only 

has the resolution entered nanometre range, the use of multi-barrelled capillaries also 

allowed electrochemical measurements to be done in three-electrode system in a 

nanosized droplet. The results can be easily compared with classical electrochemical 

measurements at macroscale. So far, SECCM has been used for studying grain 

boundaries [7], 2D nanomaterials [8–12], surfaces inhomogeneities [13–16], thin 

films [17–20] and electrochemical behaviour of single entities [21–29], as well as 

locally depositing catalyst particles [30]. 

SDC and SECCM have successfully pushed forward local electrochemical 

measurements to nanoscale. The key of the measurements is on the local wetting of 
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the electrolyte at the sample surface. While the shape of droplet at the opening of the 

capillary can be relatively well controlled by silanizing the walls, it may completely 

change once the drop wets the sample surface, depending on the local geometry and 

hydrophobicity of the sampling point. This was thoroughly discussed by Thatenhorst 

et al. [31], and calls for very careful experimental control. For example, covering the 

sample with an oil layer and locally piercing with capillary containing immiscible 

water-based electrolyte would greatly improve the quantitative control and 

reproducibility of the shape of wetting droplet [4,32]. The residue of electrolyte on the 

sample surface after measurement is another potential limit. It was experimentally 

confirmed by ex-situ SEM observation [33] as well as in-situ IR microscopy [34]. On 

one hand, this effect could be used to locate the sampling points for correlating with 

other characterizations, yet on the other hand one should avoid cross-interference 

from adjacent sampling points. In practice, the adjacent sampling points are usually 

set to several times the diameter of capillary opening. One effort to improve was to 

immobilize the electrolyte in the form of gel. This included replacing the liquid 

electrolyte by gel in SECCM [35], or depositing gel on electrodes which was referred 

as scanning gel electrochemical microscopy (SGECM) [36]. SGECM is based on a 

gel probe that is in soft contact with the sample surface for local electrochemical 

measurements, e.g. chronoamperometry, potentiometry and cyclic voltammetry 

[37–39]. Due to the soft nature of gel and absence of capillary, its shape can be 

modulated by pressing or stretching after touching the sample surface, offering the 

feature of flexible and tuneable spatial resolution. Although gel is generally accepted 
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to inhibit the electrolyte residue, it may still pose a risk especially when pressing 

against the sample surface. Therefore, like for SECCM, direct evidence on the 

electrolyte residue in SGECM is highly desired. 

Considering the micrometer size of gel used in SGECM, one needs highly sensitive 

measurements for analyzing the quantity of potential electrolyte residue on the sample 

surface. This calls for quartz crystal microbalance (QCM), which is widely used for 

analysing small mass variations. The principle of QCM is monitoring the change in 

resonance frequency of the quartz crystal (QC) induced by tiny changes of the surface, 

such as deposition or dissolution of matters. The frequency change is then converted to 

mass change by physical models, such as those of Sauerbrey [40] and Kanazawa [41]. 

Due to the ease of measurement, QCM is often used as an in-situ monitoring tool for 

processes, such as thin film deposition, gel swelling and crystallization. It is also used 

for studying electrochemical processes (known as EQCM), including electrodeposition 

[42,43], electrochemical dissolution [44,45] and ion intercalation [46,47]. Moreover, 

EQCM is coupled with SECM to monitor the local change of QC electrodes as a result 

of micro-electrode induced redox reactions [48–50]. 

In this work, we integrated QCM with SGECM to study the residue of electrolyte 

from the gel probe upon contact with the sample surface. The results indicated that the 

frequency shift in QCM could qualitatively well reflect the electrolyte residue on the 

sample surface, as confirmed by SEM observations. It was observed that the fresh gel 

probes would need several approach-retract cycles to stabilize and prevent residue, 

which is in agreement with the phenomena in previous reports [37]. Pressing the gel 
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probe against the sample surface after touching may increase the residue of electrolyte 

due to the squeezing effect. The electrolyte residue is slightly more significant after 

soaking the gel probe in redox solution. Meanwhile, co-electrodeposition of chitosan 

with tetraethoxysilane (TEOS) would inhibit the residue of gel probes. This work 

confirmed the advantage of gel in immobilizing electrolyte as compared with 

scanning droplet-based techniques. Moreover, QCM may serve as a quality control 

tool for gel probes before SGECM measurements. 

2. Experimental 

 

2.1 Materials and chemicals 

The probes were prepared with Pt wires of 25 and 100 µm diameter (99.9% purity, 

Goodfellow, UK). Borosilicate glass capillaries from Sutter Instruments were used for 

sealing the probes and making microcapillary probes. The former took BF 150-75-10 

(Outer diameter (OD): 1.5 mm, Inner diameter (ID): 0.75 mm) and the latter took B 

100-75-10 (OD: 1 mm, ID: 0.75 mm). 

All the chemicals were used as received without further purification: chitosan 

(medium molecular weight, Aldrich), tetraethoxysilane (98%, Alfa-Aesar), glycerol 

(99%, Sigma), NaNO3 (99%, Fluka), ferrocenedimethanol (98%, Aldrich), KCl 

(Merck), chlorotrimethylsilane (98%, Acros) and polyethylene glycol (PEG 2000, 

Merck). 

 

2.2 Fabrication of probes 
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The gel probes were prepared by electrodeposition of chitosan on Pt micro-disk 

electrode (Type I), or by “electrodeposition + pulling” on etched Pt wires (Type II). 

Type I gel probes were fabricated by electrodeposition on a 25 µm diameter Pt 

micro-disk electrode with Rg (ratio between the diameter of the insulating shield and 

the microelectrode) between 2 and 3, from a 1:1 (vol. ratio) glycerol/H2O solution 

containing 0.8 wt.% chitosan and 0.1 M NaNO3. For co-electrodeposition of chitosan 

with tetraethoxysilane (TEOS), 21.3 µL of TEOS was added in 5 mL of the solution 

above, reaching TEOS concentration of 0.019 M. The electrodeposition was carried 

out by applying -0.95V vs. Ag/AgCl quasi-reference electrode (QRE) for 300 seconds. 

More details were reported in previous works [37,38]. 

Type II gel probes were prepared by “electrodeposition + pulling” following our 

previous work [39]. The process started with approaching an etched Pt wire (as 

working electrode (WE)) to the deposition solution with Ag/AgCl QRE and Pt wire 

counter electrode (CE). Once in contact (sensed by current feedback while applying 

-0.8V vs. Ag/AgCl QRE), the etched wire was immersed by 10 µm, held at -1 V vs. 

Ag/AgCl QRE for 1 s, and then withdrawn under the same potential at 3 µm/s until 

fully detached from the solution. The deposition solution consists of 1.5 wt.% 

chitosan, 1 wt.% polyethylene glycol and 0.125 M NaNO3 in 1:1 (vol. ratio) 

glycerol/H2O. The home-built “electrodeposition + pulling” setup consists of a 

potentiostat (PalmSens, The Netherlands) and a step motor (Owis, Germany) fully 

automated by a program written in VB.NET. 

Microcapillary probes were fabricated by pulling borosilicate capillaries (OD 1.0 mm, 
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ID 0.75 mm) on a laser puller (P-2000, Sutter Instruments). The outer walls of the 

pulled capillaries were silanized by immersion in chlorotrimethylsilane with nitrogen 

gas flowing through the orifice. After silanization, the microcapillaries were filled 

with 1:1 (vol. ratio) glycerol/H2O containing 1 mM ferrocenedimethanol and 0.05 M 

KCl. A 25 µm Pt wire was inserted in the electrolyte solution as RE/CE before 

electrochemical measurements. The typical images of Type I, Type II gel probes and 

microcapillary probe are shown in Fig. 1. 

Figure 1 

 

2.3 QCM coupled SGECM measurements 

The QCM coupled SGECM measurements were carried out by integrating quartz 

crystal analyser (QCA 917, Princeton Applied Research) into a home-built SGECM 

setup as described before [38]. Standard 9 MHz AT-cut gold coated quartz crystals of 

5 mm diameter were used. The oscillator circuit is configurated on a TTL-IC and with 

a stable oscillation function at heavy loads, offering an accuracy of 0.1 Hz and at a 

sample period of 0.1 s. The oscillation frequency from QCA, the current from 

potentiostat (PalmSens3, The Netherlands) and the piezo position from encoder (PI, 

Germany) were synchronized by the same ADC data acquisition card (PCI-2517, 

USA). The control program was written in VB.NET. 

Approach-retract curves were performed to study the residue of electrolyte in 

SGECM and microcapillary-based measurements. The probes were approached to the 

QC sample surface at an average speed of 2 µm/s by current feedback at 0.4 V (Esample 
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vs. Eprobe), as described previously [39]. After touching the sample (normalized to z = 

0), the Type II gel probe and the microcapillary were immediately retracted at the 

same speed. For Type I gel probe, it was also purposely pressed against the sample 

surface for different distance (2-10 µm) before retraction, taking advantage of the soft 

nature of the gel. During the measurement, the oscillation frequency shift was 

recorded together with the current as a function of vertical z position. Sequential 

measurements were also performed to examine the stability of the probes. They were 

carried out by repeating the approach-retract measurements in hopping mode with 50 

µm lateral gap between adjacent sampling points. 

 

2.4 Characterization of the samples 

The samples after QCM-SGECM measurements were observed under optical 

microscope (Nikon, Japan) and further characterized by SEM (JEOL IT-500HR/LV, 

Japan). The composition of the contact area (after evaporation of solvent from the 

electrolyte residue) was analysed and mapped by EDX (Oxford Instruments, UK). 

 

3. Results and discussion 

The first step for any scanning probe technique is to approach the probe to the 

interaction range with the sample. For scanning electrochemical measurements with 

microcapillaries or gel probes, the most common and sensitive way to approach the 

probe is by current feedback [39,51], although other methods such as shear force were 

also used [36]. The concept is illustrated in Fig. 2A. A voltage signal (either in DC or 
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AC) is applied between the conductive sample and the electrode in the probe. When 

the probe is far from the sample, the circuit is open and only noise is recorded. Once 

the electrolyte in the probe touches the sample, the circuit is closed and a current 

spike is expected. From the instrumentation aspect, this spike is ideal for constructing 

closed-loop feedback. In this work, 0.4 V (Esample vs. Eprobe) DC voltage was applied 

for approaching all the probes. It was found to be sensitive enough, although Unwin 

and Koper [52] reported that AC signal could have even higher signal-to-noise ratio 

than DC signal for sensing the probe touching. 

After touching, the probes are retracted away from the sample surface. Two scenarios 

are illustrated in Fig. 2B. Ideally, the gel probe immobilizes the electrolyte thus 

should not leave anything on the sample surface after measurement. Fig. 2C 

illustrates a typical approach-retract curve of a gel probe to the Au-coated QC surface, 

where both the current and frequency of QC are recorded by potentiostat and QCM, 

respectively. The current response is similar to our previous work [38]. A hysteresis is 

observed while retracting the probe, which reflects the adhesion between the gel and 

the QC sample. Interestingly, the frequency response of QC follows similar trend as 

the current hysteresis. It also shows a spike when the gel touches the sample, and then 

gradually restores to its initial value while retracting the probe. This confirms the 

adhesion during the retraction process. More importantly, the well synchronization of 

the current and QCM frequency signals for both touching and detaching show that 

QCM could be a promising tool for approaching gel probes to non-conductive 

surfaces. The detaching process is between a viscoelastic body (gel) and a rigid 
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surface (QC) (Fig. 2B, top). Thus, the decrease in frequency shift follows the same 

trend as the decrease in current, both reflecting the decrease in the contact area. After 

the gel probe completely detaches from QC surface, the current reduces to noise level, 

and there is no significant difference in the frequency response of the QC. 

However, in reality the immobilization of electrolyte by the gel probe may be 

imperfect. This might yield the electrolyte leaving residue on the sample surface after 

approach-retract measurements. Here, a purposely overgrown gel is taken to study the 

effect of electrolyte residue, and the approach-retract curve is shown in Fig. 2D. 

Similar as Fig. 2C, both current and frequency can sensitively detect the touching of 

the probe with QC surface, and hysteresis is observed for retracting the probe. 

Nevertheless, the signals around the detaching position are quite different. The QCM 

frequency shift first decreases to almost zero, a position where the current starts to 

decrease from a plateau. Then, the frequency shift slightly increases to a stable value 

while the current decreases to zero (with noise). A hypothesis is that the detaching of 

gel probe involves two steps. The first step is the detaching between viscoelastic gel 

and rigid QC surface, resulting in a decrease in frequency shift. However, even the gel 

is already detached from QC, it may still stay in contact with the electrolyte residue, 

thus the current is still measurable. During this second step of detaching between gel 

and the electrolyte residue (Fig. 2B, bottom) (corresponds to the positions between 

the two dashed lines in Fig. 2D), the electrolyte residue reshapes, which might be the 

reason for a slight increase in frequency shift. Meanwhile, the current decreases due 

to the reduction in the contact area between the gel and electrolyte residue. This 
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hypothesis may explain the characteristic current and frequency change in 

approach-retract curves. Although the transient frequency response in detaching could 

be highly informative, its quantification is very complicated and beyond the focus of 

the current work. The position where the current decreases to zero (with noise) marks 

the complete detaching of the gel probe from the sample. At the same time, the QCM 

frequency shift also becomes almost constant, yet different from the initial value. This 

difference may be well explained by the presence of remaining liquid electrolyte from 

the gel probe on the QC surface. 

Figure 2 

As reported by Unwin’s group, SEM can be used to observe the electrolyte residue 

after SECCM measurements to visualize the sampling points [33]. Here, the QC 

samples after approach-retract measurements of the gel probe are also examined by 

SEM after drying. Fig. 3A shows SEM image of a QC sample after two line-scans of 

measurements by fresh gel probes (respectively before (Line 1) and after (Line 2) 

soaking in ferrocenedimethanol). The residue of electrolyte on the sample surface is 

clearly visible for the first few measured spots. The spots gradually become smaller 

and invisible as the approach-retract cycle number increases. The phenomenon is 

consistent with our previous work, where highly reproducible approach-retract curves 

may only be measured after stabilizing fresh gel probes with several approach-retract 

cycles [38]. Fig. 3B represents the current and QCM frequency shift after the first 

sampling point with a gel probe freshly soaked in ferrocenedimethanol. A clear ca. 1.6 

Hz frequency shift is observed, which corresponds to a large spot seen in SEM. For 
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the fifth sampling point, the frequency shift reduces to ca. 0.9 Hz (Fig. 3C), and the 

spot of remaining electrolyte also becomes smaller. When the spot becomes invisible, 

the difference in the frequency shift also becomes indifferentiable (Fig. 3D). The 

consistent results confirm the QCM frequency shift as a good indication for the 

electrolyte residue on the sample surface after approach-retract SGECM 

measurements. Note that EDX analysis were also attempted to characterize the spots, 

but there is no significant difference in C/Au ratio even for visible spots (Supporting 

Information Fig. S1 and S2), perhaps due to the limited sensitivity of measurements 

for such ultra-thin deposits. At the same time, when the electrolyte residue is clearly 

visible by in-situ QCM and ex-situ SEM, a position gap can be seen between the 

detaching point marked by current reducing to zero (with noise) and the point where 

the QCM frequency shift stabilises. The gap is denoted as ΔZdetach in the later 

discussions (Fig. 2 and 3). It reduces as the electrolyte residue reduces, and becomes 

indifferentiable after the probe is stabilized from residue. This further confirms the 

trend in Fig. 2 and could be explained by the two-step detaching hypothesis. 

Figure 3 

The results above clearly indicate that QCM is a reliable tool for measuring the 

electrolyte residue from gel probes on the sample surface. A straightforward evidence 

is the frequency shift of QC after detaching the gel probe, as shown in Fig. 2 and 3. 

This is directly linked to the quantity of electrolyte left on the QC before evaporation 

of solvent. Considering the shape of small droplets (as supported by SEM 

observations in Fig. 3A), one cannot use Sauerbrey’s Equation for quantitative 
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analysis. Several reports attempted to analyse the frequency change induced by 

droplets in QCM based on modification of Kanazawa model, but their targeted 

droplets are much bigger in size as compared with our work [53]. Therefore, in this 

work, we keep using the frequency change after each approach-retract cycle as a 

measure for the extent of electrolyte residue but without over quantification (Fig. 2 

and 3). Along with the QCM frequency shift, the current at contact point (icontact) for 

each approach-retract sampling cycle is also presented (with the full approach-retract 

curves in Supporting Information Fig. S3, and S4). It mainly reflects the non-Faradaic 

behaviour of the contact, which indirectly suggests the contact area between gel and 

sample. 

In the following sections, the effect of stabilization and squeezing, aging of precursor, 

as well as soaking electrolyte on the electrolyte residue from gel probes are 

systematically studied. An attempt to strengthen the gel probes by 

co-electrodeposition with TEOS is also demonstrated for reducing the electrolyte 

residue. Comparison among different types of gel probes and microcapillaries is also 

shown. A main advantage of QCM is that it could integrate to SGECM and serve as a 

tool for real-time quality control, as approach-retract curve on a known surface is 

anyway a necessary check for gel probes before measuring targeted samples. QCM 

measurements can also provide more direct information than SEM on the electrolyte 

residue, as the latter must be performed after drying the sample. 

 

3.1 Gel probe stabilization. 
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Consistent with previous report [38], we systematically observed that the gel probes 

have to be stabilized by several approach-retract cycles before getting reproducible 

approach-retract curves. In the SEM image (Fig. 3A), it is clearly seen that the gel 

probe leaves visible traces on the QC surface in the first 5-6 sampling points before 

being stabilized. Thanks to the implementation of QCM, the extent of electrolyte 

residue can be semi-quantitatively measured by the frequency shift before and after 

each approach-retract cycle (Fig. 2 and 3). By repeating the cycle, the QCM 

frequency shift gradually reduces to zero (Fig. 4 A), which is in good agreement with 

the SEM observation (Fig. 3A). This confirms that the gel probes could reach a stable 

state without leaving any more electrolyte on the sample surface. This is in line with 

the trend of current at contact (icontact), which also decreases in the first few cycles and 

then stabilizes (Fig 4B). From the full approach-retract curves (Supporting 

Information Fig. S3A and S3B), it is clearly seen that in the first few approach-retract 

cycles the detaching point gradually shifts towards the touching point, or in another 

word, the distance between touching and detaching decreases. After ca. 8-10 cycles, 

the approach-retract curves overlap, which further support the stabilization of the 

probe as seen from the QCM frequency shift. Moreover, the current at plateau during 

detaching also decreases before the gel probe gets stabilized. The physical meaning of 

this current remains a question as it originates from a mixture of interfacial 

electrochemical reactions with dynamic changing of the shape of gel (boundary for 

mass transport) and gel/sample contact, so we do not further discuss it in this work. 

Soaking in electrolyte is a practical way to functionalize gel probes, e.g. by 
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impregnation with redox species. However, the gel probes will swell when immersing 

in an electrolyte even with the same solvent and ion concentration (compare insets in 

Fig. 3A), probably due to the change in retention factor of gel by the redox species. 

The freshly soaked probes would also naturally contain residue of free electrolyte. 

These yield much more significant residue on the sample in the first approach-retract 

measurements (compare Lines 1&2 in Fig. 3A). Correspondingly, the QCM 

frequency shift is also much higher compared with that for as-electrodeposited gel 

probes (Fig. 4A). The soaked gel probes could still be stabilized, as seen from the 

trend of frequency shift (Fig. 4A), icontact (Fig. 4B) and approach-retract curves 

(Supporting Information Fig. S3C and S3D), although it may take more 

approach-retract cycles. Practically, QCM can well indicate the stabilization of the gel 

probes during approach-retract cycles without the need to wait the electrolyte residue 

to evaporate and to pass the sample to SEM characterizations. 

Figure 4 

Let’s remind that the gel probes are prepared by electrodeposition of chitosan on 

micro-disk electrodes. Due to the complexity of chitosan as a natural product, it is 

very difficult to prepare exactly the same deposition solution in different batches. 

Thus, the electrodeposition conditions need to slightly vary to adapt for obtaining gel 

probes with well controlled and reproducible shape. A practical way to avoid this is to 

keep using the same deposition solution for long time. But then a question arises: 

Does the aging of solution affect the properties of the gel? Comparing the inset photo 

of Fig. 5A with Fig. 3A, it is seen that the aging of solution does not visibly change 
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the shape of electrodeposited gel under the same deposition conditions. Nevertheless, 

QCM frequency shift indicates that the gel probes prepared from old precursor 

solution (15 days) have more residue of electrolyte in the first approach-retract cycles 

(Fig. 5A) as compared to gel probes prepared from the fresh precursor solution (Fig. 

4). It also takes more approach-retract cycles to stabilize the probe. Here, the variation 

of icontact is less sensitive than QCM frequency shift upon stabilization (Fig. 5B). 

Nevertheless, one could still see the trend from approach-retract curves (Supporting 

Information Fig. S4), especially on the stabilization of “plateau” current during retract 

and the detach distance measured by current (ΔZi). The extent of residue, as measured 

from QCM frequency shift, is similar after soaking ferrocenedimethanol (Fig. 5A). 

The results probably suggest that the gel deposited from old precursor solution is less 

condense in structure, even though the apparent shape looks similar. This might be 

related to the poor stability of chitosan in solution [54,55] that increased the 

heterogeneity of deposits and altered the retention factor for ferrocenedimethanol. It is 

interesting that the detaching distance as measured by current (ΔZi) and QCM 

frequency shift (ΔZf) 

Figure 5 

From the current and QCM frequency shift, one may mark the z position of detaching 

by current reducing to zero (with noise) or by frequency shift getting stabilized. 

Deducted by the touching position which is normalized to zero, the detaching distance 

can be measured, denoted as ΔZi from current and ΔZf from frequency shift. It is 

clearly seen that both ΔZi and ΔZf decreases in the first few approach-retract cycles and 
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then stabilizes (Supporting Information Fig. S5), which agrees with the trend of 

stabilization as seen from Fig. 4 and 5. Note that the physical meaning of the 

detaching distance is still not fully clear. It may be affected by the viscoelasticity of 

the gel, the adhesion between gel and sample, as well as eventually the interfacial 

tension between gel and the electrolyte residue. Besides, the determination of ΔZf 

could also be inaccurate due to the difficulty in identifying the plateau, e.g. Fig. 2D. 

Therefore, it is pre-matured to make quantitative analysis and comparison, and this 

shall be further explored in future work.  

3.2 Reinforcement of the gel probe by co-electrodeposition with TEOS 

It is systematically seen from the results above that freshly prepared gel probes leave 

electrolyte on the sample surface during the first approach-retract cycles. Apart from 

stabilizing it by repeating the cycles while monitoring with QCM, another effort is 

made to mechanically reinforce the gel probes to reduce their swelling and thus the 

electrolyte residue. A common approach is to form inorganic-organic hybrid matrix.  

TEOS is a promising precursor for this purpose. It has been intensively reported that 

TEOS-based sol-gel-derived silica could co-deposit with chitosan, improving the 

mechanical properties of the obtained composite gel [56–58]. More importantly, 

TEOS could also be electrodeposited under similar conditions as chitosan. In the mild 

acidic precursor, TEOS is in hydrolysed form (i.e., Si(OH)4), and by applying 

cathodic potential the local pH at the electrode increases yielding the condensation of 

silanol moieties [59,60]. This could perfectly match the electrodeposition of chitosan 

which is also based on the local modulation of pH near the cathode. Here, TEOS was 
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added in the chitosan deposition solution and co-electrodeposition was realized as 

verified by the Si/C ratio from EDX (Supporting Information Fig. S6). 

Fig. 6A shows the QCM frequency shift of gel probes from co-electrodeposition of 

chitosan with TEOS (denoted as chitosan-TEOS probe). Only slight shift of frequency 

is observed for the first two approach-retract cycles of the chitosan-TEOS probe. 

Afterwards, the frequency shift is negligible considering the signal drift and accuracy 

of QCM. This suggests a clear improvement in immobilizing electrolyte as compared 

with chitosan-only gel probes. Moreover, the chitosan-TEOS probe is also prepared 

from a 15 days aged precursor. It is clearly seen that the frequency shift becomes 

much higher, and it is still instable even after 15 approach-retract cycles (Fig. 6A). 

This is likely because TEOS is already polymerized in the aged precursor via 

condensation, which is known to be unfavourable for electrodeposition [61,62]. In Fig 

6B, it is seen that icontact for the chitosan-TEOS probes prepared from old precursor 

solution is similar to that for chitosan-only probes, but the chitosan-TEOS probes 

electrodeposited from fresh precursor had much lower icontact. It is likely suggesting 

that the probe had much lower conductivity, which is in line with the mechanical 

reinforcement yielding less electrolyte residue. The complete approach-retract cycles 

current response curves are shown in Supporting Information Fig. S7. These results 

suggest that the electrolyte residue could be reduced by reinforcing chitosan gel 

probes via co-electrodeposition with TEOS, although the conductivity of gel might 

also be reduced as consequence. In practice, further optimizations are desired to 

achieve balanced performance of mechanical strength and ionic conductivity. Like for 
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chitosan-only system, aging of precursor for long time shall be avoided. 

Figure 6 

 

3.3 Squeezing effect 

As discussed in our previous work [38], one major advantage of SGECM is the soft 

contact between the gel probe and the sample surface, which allows the gel probe to 

be purposely pressed or retracted after touching the sample. This would alter the 

contact area and bring an important feature of flexible resolution for local 

electrochemical measurements. Especially, when the gel probe is pressed against the 

sample, a risk of squeezing the gel and leaving free electrolyte over sample surface 

can be envisaged. 

Fig. 7 shows a typical frequency shift variation curve during 

approaching-compressing-retracting a Type I chitosan gel probe, where the gel probe 

is pressed for 6 µm after touching the sample. After a spike at touching point, the 

frequency shift continues to increase almost linearly while the gel probe is pressed 

against the sample. During the retraction, the frequency shift gradually restores until 

the gel probe is fully detached from the sample. This transient frequency change of 

QC is interesting and may suggest the mechanical properties of the gel, yet the 

analysis is beyond the focus of this work. Here, we focus on the frequency shift after a 

complete approach-compress-retract cycle. 

Figure 7 

Fig. 8A shows the frequency shift after retracting the stabilized probes from a vertical 
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position where it is pressed for different distance against the QC. It is seen that for all 

the probes, i.e., the chitosan-only probe, the chitosan probe soaked with 

ferrocenedimethanol, and the chitosan-TEOS probe, the frequency shift increases as 

the pressing distance increases. When pressing the probes “gently” for a small 

distance (< 6 µm), it is seen that the probe soaked with ferrocenedimethanol shows 

more electrolyte residue than that before soaking. This is in line with the results in Fig. 

4, indicating that the gel is loosened by soaking in electrolyte solution. Meanwhile, 

co-electrodeposition with TEOS would enhance the mechanical properties of the gel 

and thus inhibit the electrolyte residue. The difference in frequency shift becomes 

minor when deeply pressing the gel up to 10 µm. Note that the height of a gel probe is 

usually around 30 µm. That being said, pressing for 10 µm is equivalent to squeezing 

the gel by ca. 30%, which is very harsh for the probe and rarely used in SGECM 

measurements. The gel probes prepared from aged precursor solutions leaves much 

more residue upon pressing than those prepared from fresh solutions (Supporting 

Information Fig. S8). This confirms that aging of deposition solutions is unfavourable 

for preparing gel probes. 

Figure 8 

Here, it is more difficult to pick the current for comparison. During an 

approach-retract cycle, after the gel probe touches the sample, the current response 

initially decreases regardless of the direction of movement of the probe (pressing as 

shown in Fig. 7 or retracting in all previous figures). This is likely because of the 

non-Faradaic current. Thus, in the experiments shown in this work, the current 
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response after contact is a mixture of time (for non-Faradaic contribution) and shape 

(change of gel boundary and gel/sample contact area) effect. This could explain that 

the current at different compression distance is similar in Fig. 8B, as the decrease in 

non-Faradaic current with time could be compensated by the increase in Faradaic 

current due to the decrease in microelectrode-sample distance and increase in 

gel/sample contact area. Moreover, the dynamic shape change of gel even adds to the 

complexity by introducing viscoelastic effect. Thus, we would avoid over elaboration 

and discussion of the trend in current. 

3.4 Comparison among different probes 

Apart from the Type I gel probe that is relatively well studied [37,38], another type of 

gel probe (Type II) prepared by “electrodeposition + pulling” was recently also 

reported for carrying out local electrochemical measurements [39]. With the 

established method by QCM, we compare the electrolyte residue among these two 

types of gel probes as well as classical microcapillary probes. 

Fig. 9A illustrates the frequency shift with the number of approach-retract cycles for 

Type I, Type II and microcapillary probes with diameter of contact ca. 25 µm (full 

approach-retract curves in Supporting Information Fig. S9). It is seen that both Type I 

and Type II gel probes have a slight frequency shift in the first experiments, but the 

shift gradually decreases to almost zero after 5-6 cycles. The contact current icontact 

follows a similar trend (Fig. 9B). Meanwhile, the microcapillary with similar size of 

droplet has much higher frequency shift, indicating that it leaves much more 

electrolyte on the QC surface. Moreover, the frequency shift keeps almost constant 
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over approach-retract cycles, which is trivial as the electrolyte is not immobilized and 

will keep leaving on the sample surface. The residue is also clearly visible by optical 

microscope (Supporting Information Fig. S10). It is interesting that icontact appears to 

be stable over experiments (Fig. 9B). This suggests that if the surface tension of the 

sample is homogeneous over the surface (presumably the case here), the electrolyte 

residue could be stable (Fig. 9A) and may not affect the current measurement (Fig. 

9B), which agrees with the observations by Unwin et al [51,52,63,64]. The results 

confirm the advantage of SGECM in immobilizing electrolyte and preventing residue, 

which would be useful for non-destructive quantitative analysis. As in previus cases, 

full current response of approach -retract cycles is presented in Supporting 

Information Fig. S11.  

On the other hand, it should be noted that in practical applications, Type II and 

microcapillary probes can be fabricated to reach much smaller size of contact with the 

sample, as shown in inlet Fig. 9C. This could significantly improve the spatial 

resolution of local electrochemical measurements. The frequency shift for Type II gel 

probe with 3-5 µm diameter of contact is almost negligible even from the first 

experiment (Fig. 9C). The microcapillary probe of 1-2 µm opening also shows much 

less electrolyte residue as compared with that of 25 µm, yet the frequency shift is still 

visible over the experiments. The icontact, not surprisingly, is also much lower than the 

probes with larger area of contact or opening, and is stable over experiments (Fig. 9D). 

The results suggest that the absolute quantity of electrolyte residue after an 

approach-retract experiment can be reduced by reducing the size of the gel or droplet 
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for Type II or microcapillary probes, respectively. Nevertheless, it does not mean that 

the extent of residue is reduced as it is relative to the contact area, even though the 

electrolyte residue may not interfere the current measurement if the sample is 

homogeneous in surface tension. 

Figure 9 

 

4. Conclusion 

In summary, the integration of QCM with SGECM setup allows tracing the frequency 

shift of QC samples during the approach-retract of the gel probes. The frequency shift 

after an approach-retract cycle indicates the absolute quantity of electrolyte residue on 

the QC surface, which is confirmed by SEM observation. Taking this as a 

semi-quantitative measure, the electrolyte residue from different gel probes is 

systematically studied. It is observed that the freshly prepared gel probes have 

electrolyte residue, especially after soaking redox probes, yet it can be reduced to be 

invisible (both from QCM frequency shift and SEM observation) after a few 

approach-retract cycles. This confirms that the gel probes shall be stabilized before 

serious SGECM measurements, which can also be verified by the reproducibility of 

approach-retract curve of current response. Aging of chitosan precursor would 

deteriorate the strength of gel and thus increase the electrolyte residue, while 

co-electrodeposition of chitosan with TEOS would reinforce the gel and reduce the 

residue of electrolyte although it might also reduce the conductivity. 

Over-approaching the gel would slightly increase the residue of electrolyte due to the 
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squeezing effect. The comparison among Type I and Type II gel probes with 

microcapillary probes indicates that gel probes have much less electrolyte residue 

than microcapillaries at the same contact area with sample, which can be explained by 

the immobilization of electrolyte in the gel. This work proposes a method of quality 

control for gel probes after preparation. Approach-retract on a QC surface can be 

foreseen as a standard protocol to ensure well stabilization and negligible electrolyte 

residue of gel probes before quantitative SGECM measurements. 
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Figures 

 

Fig. 1 Optical microscope images of Type I (A), Type II (B) gel probes and 

microcapillary probe (C). 
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Fig. 2. (A) Scheme of QCM-SGECM setup; (B) Scheme of approaching-retracting 

Type I gel probe over QC surface with and without electrolyte residue; Typical 

approach and retract curves of Type I chitosan gel probe from QCM-SGECM without 

(C) and with (D) electrolyte residue on the QC surface. 
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Fig. 3. (A) SEM image of the gold coated QC after approach and retract measures 

with a Type I chitosan gel probe before (Line 1) and after (Line 2) soaking 1 mM 

ferrocenedimethanol solution with 0.05 M KCl and 1:1 (vol. ratio) glycerol-water 

(inset photos); Frequency shift approach-retract (blue)and current (violet) curves at 

1
st
 (B), 5

th
 (C) and 15

th
 (D) point in Line 2. 
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Fig. 4. Type I chitosan gel probe before and after soaking in 1 mM 

ferrocenedimethanol solution with 0.05 M KCl and 1:1 (vol. ratio) glycerol-water: (A) 

frequency shift of gold QC after approaching-retracting (B) contact current. 
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Fig. 5. Type I chitosan gel probe fabricated from 15 days-old precursor solution, 

before and after soaking in 1 mM ferrocenedimethanol solution with 0.05 M KCl and 

1:1 (vol. ratio) glycerol-water: (A) frequency shift of gold QC after 

approaching-retracting (B) contact current. 
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Fig. 6. Chitosan-TEOS Type I gel probe fabricated from fresh and 15 days-old 

precursor solutions: (A) frequency shift of gold QC after approaching-retracting (B) 

contact current. 
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Fig. 7. Typical frequency shift in approach-compress-retract curve of Type I chitosan 

gel probe from QCM-SGECM. 
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Fig. 8.  Type I gel probes with different distance of compression after touching: (A) 

Frequency shift of gold QC after approaching-compressing-retracting, (B) stable 

current after compressing. 
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Fig. 9. (A) Frequency shift of gold QC after approaching-retracting and (B) contact 

current of Type I, Type II gel probes and microcapillary with approximately 25µm 

diameter contact; inlet (A) photos of the probes used; (C) Frequency shift of gold QC 

after approaching-retracting and (D) contact current of Type II gel probe of 3-5 µm 

diameter contact and microcapillary of 1-2 µm opening; inlet (C) photos of the probes 

used. 
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