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A B S T R A C T   

This study advances our understanding of how chemical binding and solute distribution impact grain boundary 
segregation behavior and subsequent annealing texture modification in lean Mg-X-Zn alloys (X = RE or Ca). 
Notably, differences in Ca and Gd solute behavior at grain boundaries were revealed, where Ca exhibited 
stronger binding to vacancy sites than Gd, resulting in elevated Ca segregation and an RD-TD-type texture. The 
introduction of Zn showed significant synergistic effects on solute clustering, with Gd-Zn pairs forming more 
favorably than Ca-Zn pairs, leading to a strong synergy between Zn and Gd. This promoted their co-segregation 
and high concentration at the grain boundary, generating a unique TD-spread texture. In contrast, weaker 
binding in Ca-Zn pairs did not affect Ca segregation but influenced Zn segregation, which underscores the 
importance of solute binding behavior in alloy design concepts. Additionally, the combined atomic-scale ex-
periments and ab initio predictions provide strong evidence that selective texture development in Mg alloys is 
tied to heterogeneous solute-boundary interactions, where the sensitivity of the binding energy to volumetric 
strain affects solute segregation at grain boundaries, resulting in varying grain boundary mobilities and specific 
texture component growth. It also emphasizes that solute behavior in clustering and segregation is influenced not 
only by atomic size but also by chemical binding strength with vacancies or co-added Zn.   

1. Introduction 

The choice of alloying elements hinges upon the specific re-
quirements and performance criteria of a given application, where so-
lute additions have demonstrated a remarkable capability to 
significantly enhance and modify the material properties. As such, they 
have become indispensable to the design of cutting-edge materials. 
Fundamental research in this area has shown that interactions between 
solutes and defects play a pivotal role in shaping microstructure for-
mation and influencing the mechanical response of materials [1–3]. This 
is particularly important in the context of lightweight materials like 
magnesium (Mg), where dilute alloying with specific solute elements 
extends the scope of their utility by improving their formability at low 
temperatures [4]. 

The addition of rare earth elements (RE) to Mg alloys has proven to 
be a highly effective strategy for altering the material’s texture and 
enhancing its mechanical properties. Several related studies have 
consistently reported enhanced ductility, increased yield strength, 

mitigated anisotropic behavior, and softened annealing textures that 
respond favorably to an applied strain, compared to common Mg alloys 
[5–7]. It was established that the large size misfit of RE solutes within 
the Mg matrix causes solute segregation to grain boundaries (GB) 
influencing the GB energy and mobility. Combined addition of transition 
elements, such as zinc (Zn) into Mg-RE alloys induces a negative lattice 
misfit, giving rise to local solute clusters of Zn and RE atoms with 
important co-segregation effects on the properties of grain boundaries 
[8,9]. Numerous studies have demonstrated that the combination of RE 
elements with Zn intensifies the rare earth effect on texture, resulting in 
a unique split of basal poles into the transverse direction (TD) of rolled 
alloy sheets [7,10–13]. In that respect, the available literature points to a 
correlation between GB solute segregation and an orientation selection 
process occurring during recrystallization nucleation and growth [9,14]. 
Proposed mechanisms behind this phenomenon include anisotropic so-
lute drag effects and alterations of the grain boundary structure and 
properties by the segregated solutes [2,15–19]. A recent atom probe 
tomography (APT) study on Mg-Gd-Zn alloys has unveiled that the 
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synergistic effects of combined solute species on GB segregation and 
texture selection are contingent not only on the type of solute atoms but 
also on the relative atomic concentration ratio between them [20]. 

Given the limited availability and higher cost of RE elements, cal-
cium (Ca) frequently emerges as the preferred alloying element in Mg 
alloys because it is more abundant and cost-effective. Owing to its 
relatively large atomic size, it also tends to segregate to grain bound-
aries, and consequently produce qualitative changes of the texture 
components [21,22]. However, its co-segregation behavior and associ-
ated GB drag effect in ternary alloys still lack clarity. As shown here, the 
resulting annealing texture in an Mg-Zn-RE alloy diverges, to some 
extent, from that in a counterpart Mg-Zn-Ca alloy, suggesting dissimilar 
segregation behaviors. Given that the atomic radius of Ca is similar to 
that of RE elements, the hypothesized disparity in the mechanistic fac-
tors governing texture development implies additional considerations 
beyond the elastic energy effect due to solute size mismatch. Hence, the 
present study endeavors to establish a better understanding of how so-
lute interactions within the microstructure correlate with the macro-
scopic behavior of the investigated materials. This is pursued through a 
comprehensive approach that combines scale-bridging experiments and 
ab initio calculations, designed to provide and connect insights into the 
solute behavior and texture selection, spanning multiple scales of 
observation. 

2. Experiments and methods 

2.1. Sample preparation 

Binary and ternary Mg-Gd-(Zn) and Mg-Ca-(Zn) were investigated in 
this study. Their chemical composition, measured by ICP/OES is given in 
Table 1. The alloys were melted in an induction furnace under a pro-
tective Ar/CO2 gas atmosphere and subsequently cast into a pre-heated 
copper mold to be finally homogenized at 460 ◦C for 960 min. 

Sheet samples of the dimensions 60 × 40 × 4 mm3 were machined 
out of the cast materials and hot rolled at 400 ◦C (nominal furnace 
temperature) to 80 % thickness reduction in multiple passes. To refine 
the microstructure, the final rolling pass was performed at a lower 
temperature (200 ◦C). Smaller samples (10 × 12 × 1 mm3) cut from the 
rolled sheets were annealed at 400 ◦C for 60 min in a Heraeus RL200E 
air furnace. Metallographic sample preparation involved mechanical 
grinding and polishing of the mid-surface with a diamond suspension up 
to 0.25 μm. Additionally, all samples were electro-polished in a Struers 
AC-2 solution using a Lectro-Pol 5 operated at − 20 ◦C and 25 V for 120 s. 

2.2. Microstructure characterization 

For macrotexture characterization, six incomplete pole figures 
[{1010}, {0002}, {1011}, {1012}, {1110}, {1013}] were measured 
using a Bruker D8 advance diffractometer. From these incomplete pole 
figures, full pole figures and orientation distribution functions (ODFs) 
were calculated using the texture analysis toolbox MTEX [23]. A dual 
beam microscope Helios 600i equipped with a HKL-Nordlys II EBSD 
detector operating at 20 kV was used for EBSD measurements. The used 
step size varied between 0.5 and 1.5 μm depending on the grain size. The 
MTEX toolbox was used to analyze the raw EBSD data. 

Site-specific preparation of APT tips with general, high-anle grain 
bounadries, identified through the EBSD measurements, was performed 

by a coordinated process of focused ion beam (FIB) milling and trans-
mission Kikuchi diffraction (TKD) to ensure a precise position of the GB 
within the APT tips. The FIB sharpening of the tips was carried in several 
steps with decreasing beam currents (from 0.43 nA to 40 pA) and milling 
radii (from 1.5 to 0.1 nm). Subsequently, the elemental distributions of 
solute atoms in the vicinity of the measured grain boundaries were 
characterized by 3D APT using a Cameca LEAP 4000X HR in laser- 
pulsing mode at 30 K. This involved an ultra-violet laser with wave-
length of 355 nm, pulse energy of 30 pJ and a pulse rate of 125 kHz 
maintaining a constant evaporation rate of 0.5 %. 

2.3. Local solute cluster analysis 

To assess the local clustering tendency of multiple solute elements in 
the reconstructed APT samples, a clustering ratio parameter RA− B is 
utilized [24].This parameter compares the number of atoms of a 
particular solute element within a specific cutoff distance r to the ex-
pected number of atoms of that element in a homogeneous distribution 
within the same cutoff. Accordingly, the average number of B atoms 
within a specific cutoff distance from an A site is calculated using the 
following equation: 

NA− B(r) =
∑

NA
NA− B(r)
NA

,

where NA− B(r) is the number of B atoms surrounding an A site within r 
(excluding a potential B atom on the A site) and NA is the number of A 
sites. Assuming a homogeneous distribution of B atoms throughout the 
sample, the ideal number of B atoms within a volume with a cutoff 
distance r can be calculated as: 

NB,homo(r) =
4
3

πr3NB

V
,

From that, the clustering ratio RA− B is defined as: 

RA− B =
NA− B(r)

NB,homo(r)
,

if RA− B = 1, the distribution of B atoms surrounding the A site within a 
cutoff distance r is considered homogeneous. 

For the analysis, the reconstructed APT tips were divided into two 
regions: a GB region with a thickness of 20 nm along the GB, and a bulk 
region comprising the remaining part. To calculate the RA− B values for 
the GB and bulk regions, as well as for the entire tip, the data was 
normalized using NB,homo,bulk(r), which is obtained based on the number 
of B atoms in the bulk region, NB,bulk, and the corresponding volume, 
Vbulk. 

2.4. Density functional theory (DFT) calculations 

DFT calculations in the present work were done with the Quantum 
ESPRESSO package [25] using the projector augmented wave (PAW) 
[26,27] method and the Perdew-Burke-Ernzerhof (PBE) generalized 
gradient approximation (GGA) [28] to the exchange-correlation func-
tional. The kinetic energy cutoff was 40 Ry for wave functions and 280 
Ry for charge densities and potentials. The convergence threshold for 
electronic self-consistency was 10− 8 Ry. For RE solutes, 4f electrons 
were treated as core electrons in the pseudopotentials. The 
Broyden-Fletcher-Goldfarb-Shanno (BFGS) relaxation scheme was used 
for structural relaxation [29]. The convergence thresholds of energy and 
force are 10− 4 a.u and 2 × 10− 4 a.u, respectively. The orthorhombic 
simulation cells consisted of 4 × 2 × 2 unit cells (64 atoms) with a 6 × 6 
× 6 k-point mesh and 5 × 3 × 3 unit cells (180 atoms) with a 4 × 4 × 4 
k-point mesh. The solute-vacancy and solute-solute binding energies 
were calculated by the following equations: 

Evac− X
bind =

(
Evac

bulk +EX
bulk

)
−
(
Evac− X

bulk +Ebulk
)
, (2.1) 

Table 1 
Chemical composition of the investigated binary and ternary alloys and their.  

Alloys Gd (at%) Ca (at%) Zn (at%) 

Mg-Gd 0.142 – – 
Mg-Ca – 0.150 – 
Mg-Gd-Zn 0.148 – 0.165 
Mg-Ca-Zn – 0.150 0.395  
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EX− Y
bind =

(
EX

bulk +EY
bulk

)
−
(
EX− Y

bulk +Ebulk
)
, (2.2)  

where Ebulk is the energy of the Mg matrix, Evac,X,Y
bulk is the energy of the 

Mg matrix containing one vacancy or a solute atom X or Y, Evac− X
bulk is the 

energy of the Mg matrix containing a pair of vacancy and solute atom X, 
and EX− Y

bulk is the energy of the Mg matrix containing a pair of solute atoms 
X and Y. In the current calculations, a positive binding energy indicates 
attraction, i.e. a favorable binding. The energies were calculated at 0 K. 

3. Results 

3.1. Annealing textures 

The development of the annealing texture in the Gd-containing al-
loys reveals notable distinctions in comparison to the counterpart Ca- 
containing alloys. Fig. 1 shows the (0002) pole figures of the exam-
ined binary and ternary Mg-Gd-(Zn) and Mg-Ca-(Zn) alloys after 80 % 
rolling and subsequent recrystallization annealing at 400 ◦C for 60 min. 
In case of the Gd-containing alloy there is a pronounced texture transi-
tion from an RD-split texture to a TD-split texture upon the addition of 
Zn. However, this trend is less evident in the Mg-Ca and Mg-Ca-Zn al-
loys, where the spread of basal poles and associated maximum densities 
are almost equal in the RD and TD directions. 

3.2. Solute segregation 

The spatial distribution of solute atoms at general, high-angle grain 
boundaries was investigated by means of 3D APT measurements. An 
overview of the grain boundary angles and axes is given in Table 2. 

The reconstructed tips and solute concentration profiles across the 
measured GB segments are displayed in Fig. 2 for the Mg-Gd-(Zn) and 
Mg-Ca-(Zn) alloys, respectively. In the case of the Gd-containing alloys, 
the boundary concentration of Gd in the binary alloy was relatively low 
(Fig. 2c) in comparison to the ternary alloy upon the introduction of Zn 

(Fig. 2d) (0.5 at.% vs. 1.5 at.%). Additionally, a significant amount of Zn 
appears to co-segregate at the GB (1.6 at.%) (Fig. 2d). In the Ca- 
containing alloys, the GB segregation behavior of Ca was similar in 
both alloys (2.3 at.% in Mg-Ca vs. 1.9 at.% in Mg-Ca-Zn). Accordingly, 
the addition of Zn did not seem to enhance the segregation behavior of 
Ca. The boundary concentration of Zn was lower (0.8 at.%), compared to 
the Mg-Gd-Zn alloy. The variations in the concentration profiles pre-
sented here are discussed later in terms of co-segregation effects and the 
local atomic environment of the GBs involved, leading to heterogeneous 
solute segregation phenomena. 

3.3. Solute clustering 

Whether solute atoms are arranged randomly in the solid solution or 
exhibit specific spatial patterns due to clustering, this aspect can 
significantly influence the material properties. In order to quantify the 
measured solute distributions, we employed the clustering ratio RA− B 
parameter to detect possible solute clusters in the atom probe point 
cloud data, and examine how the clustering tendency of RE and Ca 
atoms is influenced by the addition of Zn in the ternary alloys. Fig. 3 
shows the RA− B values in the binary and ternary alloys as a function of 
the cut-off radius for the entire APT tip (solid lines), GB region (short- 
dashed lines), and the bulk (long-dashed lines). As shown, the RA− B 
values decrease with an increasing cut-off radius, eventually 
approaching 1 in the bulk regions. This trend indicates a homogeneous 
distribution when a sufficiently large space of the measured tips is 
sampled. By comparison, the RA− B values for the GB region are consis-
tently higher than those for the bulk region, suggesting a more inho-
mogeneous distribution of solute atoms in the vicinity of grain 
boundaries in general. Fig. 3a shows a comparison of the Gd-Gd vs. Ca- 
Ca cluster distribution in the Mg-X system. Note that for the GB region, 
the RGd− Gd value is higher than the RCa− Ca value within a distance r <
4.5 Å corresponding to second nearest-neighbor (2NN) sites (lattice 
constant a = 3.2 Å). This suggests a less uniform distribution of Gd 
compared to Ca solutes in the GB for short-range order. In the bulk re-
gion, the RGd− Gd value is higher than the RCa− Ca value for all distances. 
Interestingly, with the addition of Zn (Fig. 3b), the clustering tendency 
of Ca-Ca solutes in the GB region decreases dramatically, as compared to 
the binary system. Accordingly, the RGd− Gd value for the GB region is 
significantly higher than the RCa− Ca value for all the distances consid-
ered. As for clustering of Zn-Zn pairs in the ternary alloys, RZn− Zn in the 
Mg-Gd-Zn alloy was higher than in the Mg-Ca-Zn alloy (Fig. 3c). For the 
latter, the inhomogeneity of Zn solute distribution in the GB region is 
comparable to that in the bulk, whereas in the Mg-Gd-Zn alloy, the 
inclination of Zn-Zn pairs to cluster is more pronounced in the GB region 
than in the bulk. In Fig. 3d, the plotted RZn− X ratio characterizes the 
tendency for X solute species to cluster around Zn sites, indicating the 
attraction of Zn solutes to X solutes. As evident, the RZn− Gd ratio notably 
exceeds the RZn− Ca ratio for all the distances considered, particularly in 
the GB region (cf. Fig. 3d). This suggests that clustering of Zn-Gd pairs is 
more favorable than the clustering of Zn and Ca. 

3.4. Solute binding 

The binding energies of vacancy-X and Zn-X pairs in the Mg matrix 
were computed using DFT calculations. The vacancy-X binding energy 

Fig. 1. Comparison of the texture development in Mg-Gd-(Zn) and Mg-Ca-(Zn) 
alloys upon annealing at 400 ◦C for 60 min. The color coding for the texture 
intensities is displayed in terms of multiples of a random distribution. The 
outlined areas in the (0002) pole figures denote the texture spread with respect 
to the RD and TD directions. 

Table 2 
Angles and Axes of the general, high angle grain boundaries in Mg-Ca-(Zn) and 
Mg-Gd-(Zn) investigated by 3D APT.  

Alloys Angle (◦) Axis (hkil) 

Mg-Gd 72.3 2 3 1 1 
Mg-Ca 66.6 1 2 1 1 
Mg-Gd-Zn 79 5 6 1 0 
Mg-Ca-Zn 66.4 2 3 1 1  
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served as an estimate for the binding of solute X to a GB site with excess 
free volume compared to the matrix. Meanwhile, the interaction of Zn 
and X solutes in the ternary alloys was evaluated based on the Zn-X 
binding energy within the Mg matrix. Fig. 4a shows examples of the 
orthorhombic simulation cells containing X solute (e. g. Ca) and Zn, as 
well as a vacancy and X solute (e. g. Gd). When the center feature, i.e. a 
vacancy or a solute, is placed at the origin of the supercell, there are two 
possible positions for a first nearest neighbor site. One is on the basal 
plane with a pair distance of a0, and the second is on the prismatic plane 
with a pair distance of 0.577a0 + 0.5c0. Both possibilities were 

considered when computing the binding energies, resulting in two 
different energies for each case. 

Table 3 summarizes the resulting binding energies for vacancy-X and 
Zn-X pairs in the binary and ternary alloys. For the binary Mg-X alloys, it 
was observed that Gd binding to a vacancy was notably less favorable 
compared to Ca binding to a vacancy. This is evident from the negative 
value of the vacancy-Gd binding energy, indicating that this binding is 
energetically unfavorable. In the ternary Mg-X-Zn alloys, the binding 
energies of Gd and Zn were larger than those of Ca and Zn. This high-
lights a stronger attraction between Gd-Zn pairs compared to Ca-Zn 

Fig. 2. APT results of the measured tips containing general, high-angle boundaries. (a,b,e,f) 3D elemental distributions of Mg and the solute atoms in the recon-
structed tips of the Mg-Gd-(Zn) and Mg-Ca-(Zn) alloys. (c,d,g,h) 1D concentration profiles across the GB. The measurement position and direction are outlined by 
rectangular regions of interest (ROI) and a marked direction, perpendicular to the GB plane. The GB misorientation angles/axes were the following: 72∘〈2311〉 (a), 
79∘〈5610〉 (b), 66∘〈1211〉 (c), 66∘〈2311〉 (d). 

Fig. 3. Clustering analysis of the solute distribution in the reconstructed APT samples as a function of a cutoff distance r. (a) Clustering of X-X atom pairs in binary 
Mg-X alloys. (b) Clustering of X-X pairs, (c) Zn-Zn pairs, and (d) Zn-X pairs in ternary Mg-X-Zn alloys. X = Gd or Ca. 
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pairs. Notably, the energy associated with binding to a neighbor on the 
basal plane is consistently less favorable for all cases compared to the 
prismatic plane. 

The volumetric strain-dependent binding energies for vacancy-X 
pairs were also computed, as illustrated in Fig. 4b. The vacancy-X 
pairs are energetically more favorable under compressive rather than 
tensile strain, as evidenced by the linear decrease in binding energies 
with strain. Interestingly, the binding energies of the vacancy-Ca pairs 
remain positive even at the maximum tensile strain of 6 %, considered in 
this work. In contrast, the binding energies of vacancy-Gd pairs appear 
to be more sensitive to the volumetric strain, with the gradient of the 
fitted linear function being 1.7 to 1.8 times higher than that of the 

vacancy-Ca pairs. It is worth noting that the binding energy is antici-
pated to become positive for vacancy-Gd pairs on the prismatic plane 
when the compressive strain exceeds 7 %. 

4. Discussion 

The findings presented in this study highlight important distinctions 
in the clustering and chemical binding behavior of Ca and Gd in the 
presence of grain boundaries. Synergistic ternary effects arising from the 
co-addition of transition elements, such as Zn, were also observed to 
modify the clustering and binding tendencies of solutes, as compared to 
the binary systems. In prior DFT calculations [11,12,30,31], the segre-
gation preferences of Ca, Gd and Zn solutes in Mg {1011} and {1012} 
twin boundaries, as well as Σ7 {1230}〈0001〉21.8∘ GBs, were investi-
gated. The per-site segregation energies for these solutes, along with 
numerous other RE elements, were primarily governed by the minimi-
zation of elastic strain energy due to atomic size mismatch. Specifically, 
Ca and Gd, with larger atomic radii than the Mg matrix, exhibit a 
preference for segregating at extensive GB sites, while the smaller Zn 
solute tends to segregate at compressive GB sites. In addition to the 
elastic energy effect, the effect of chemical binding, encompassing co-
ordination environment and solute electronic configuration, can lead to 
unusual solute segregation behavior in twin boundaries for specific el-
ements [12]. Notably, these seminal DFT calculations focused primarily 
on a few GB sites within highly symmetric GB structures, offering only a 
partial consideration of the broad local atomic environment spectrum. 
However, it is acknowledged that highly symmetric GBs might not fully 
capture the complexity of polycrystalline GB environments, potentially 
leading to incorrect structure-property relationships [32]. To address 
this limitation, the current work introduces the consideration of 
solute-vacancy pairs as a scenario within the local atomic environment 
space characterized by a significant excess of free volume. Similar 
atomic configurations are commonly observed in various structural 
units within high-angle symmetric GBs and more general GBs, particu-
larly when the conventional dislocation description falls short. The DFT 
calculations in this work unveiled that the binding between vacancy 
sites and Ca solute is energetically more favorable in comparison to Gd. 
This trend aligns with the aforementioned DFT results on the Mg {1012} 
twin boundary, where it was demonstrated that Ca is more energetically 
favorable than Gd for segregation at the extensive site [30]. This 
observation provides a possible explanation for the higher levels of Ca 
segregation at the grain boundary in the Mg-Ca alloy and the compar-
atively less pronounced texture spread in the radial direction (RD) 
compared to its Mg-Gd alloy counterpart. Moreover, it was found that 
the binding energies between vacancies and Gd solute exhibit high 
sensitivity to volumetric strain, which would cause an inhomogeneous 
segregation pattern at GB sites, with analogous local atomic environ-
ment and excess free volume. This observation is consistent with the 
clustering analysis of the APT point cloud data, which illustrate a less 
uniform Gd solute distribution within a 2NN distance (cf. Fig. 3a). In this 
context, the presence of an inhomogeneous solute distribution within 
GBs is likely to influence their mobilities, subsequently impacting the 
development of texture. 

In the ternary alloys, the formation of Gd-Zn pairs proved to be more 
favorable compared to Ca-Zn pairs. This preference led to a more pro-
nounced synergistic effect of Zn with Gd, consequently enhancing their 
co-segregation behavior. This effectively explains the similarly high 
concentration of both Gd and Zn at the GB (Fig. 2d), as well as their 
pronounced clustering in the GB region (Fig. 3d). Conversely, Ca-Zn 
pairs exhibited a lower binding energy, which does not seem to 
strongly influence the individual segregation of Ca to the GB (Fig. 2g) 
but rather affect the segregation of Zn (Fig. 2h). This observation 
strongly suggests that the synergistic effect of combined alloying addi-
tions depends on their binding behavior. The more attractive the bind-
ing, the more effective their synergy in GB co-segregation and texture 

Fig. 4. DFT calculations of the solute-solute and solute-vacancy binding en-
ergies in Mg. (a) Orthorhombic simulation cells containing Zn-X and vacancy-X 
pairs, where either Zn or a vacancy is placed at the origin of the supercell and 
the solute atom X is placed at the first nearest neighbor on the basal or the 
prismatic plane. X=Gd or Ca. (b) Volumetric strain-dependent vacancy-X 
binding energies in 5 × 3 × 3 unit cells (180 atoms). The results were fitted to 
linear regression with k as the gradient. 

Table 3 
Ab initio Zn-X and vacancy-X binding energies in 5 × 3 × 3 unit cells (180 
atoms).  

X Evac.− X
bind (eV) EZn− X

bind (eV) 

Cabasal 0.072 0.070 
Capris. 0.097 0.080 
Gdbasal − 0.069 0.083 
Gdpris. − 0.037 0.099  
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modification. For additional insights into the role of combined solute 
addition in promoting the segregation levels, the segregation energy 
ΔGseg in all four alloys was calculated after the Langmuir-McLean 
adsorption model represented by Eq. (4.1) (Table 4). XGB represents 
the peak solute concentration at the grain boundary, and XM the solute 
concentration in the matrix [33]. XM was obtained from the APT data 
and represents an average of solute concentrations within a region 
spanning from ± 10 nm to ± 5 nm from the grain boundary within the 
specified region of interest in Fig. 2. 

XGB

1 − XGB
=

(
XM

1 − XM

)

× exp
(

−
ΔGseg

RT

)

(4.1) 

Fig. 5a and b depict a correlation between the peak concentration in 
the GB and the segregation energy ΔGseg for both binary and ternary 
alloys. The segregation energies corroborate the solute segregation 
behavior indicated by the peak concentrations. For instance, in the case 
of Mg-Gd-Zn, the negative segregation energies of both Gd and Zn are 
approximately twice as high as those of Ca and Zn in the Mg-Ca-Zn alloy 
. Conversely, in the binary alloys, the negative segregation energy of Ca 
is higher than that of Gd (Fig. 5b). 

The difference between the synergistic effect of Gd and Ca on Zn 
segregation at the grain boundary can be effectively correlated with the 
small, yet favorable difference in the binding energy of − 0.019 eV be-
tween the Zn-Ca and Zn-Gd pairs. This was shown experimentally to 
result in a significant enhancement in the peak concentration of Zn at 
the boundary, increasing from 0.86 at.% to 1.56 at.%, due to the sub-
stitution of Ca with Gd. Taking the binding energy difference of − 0.019 
eV and the estimated Zn segregation energy of − 0.059 eV in Mg-Ca-Zn, 
in addition to the measured Zn bulk concentration of 0.313 at.%, a 38 % 
enhancement in Zn GB concentration from 0.86 to 1.19 at.% was ach-
ieved by replacing Ca with Gd following the Langmuir-McLean model. It 
is noted that the observed variations in the segregation behavior cannot 
be solely attributed to co-segregation effects because the tendency for 
segregation can also depend on the local atomistic details of the GBs 
involved, and thus on their macroscopic character. The inherent disor-
der within grain boundaries encompasses a broad variety of local atomic 
environments that for a given GB site can either attract or repulse solute 
atoms to varying degrees [34,35]. 

The observed characteristics in solute-vacancy and solute-solute in-
teractions with respect to binding and segregation are likely to underlie 
the distinct TD-spread tendency of the annealing texture observed in the 
Mg-RE-Zn alloy. Notably, the “boost” in the segregation behavior of Gd 
upon the addition of Zn, causes a pronounced shift of the orientation of 
maximum intensity in the (0002) pole figure from the RD towards the 
TD (Fig. 1). This aligns with the literature, which has previously pro-
posed a connection between the spread of texture poles and the 

segregation of solutes [8,36–38]. However, the current data uniquely 
reveals that the association between the formation of a TD-split texture 
and the magnitude of segregation benefits largely from the strong Zn/Gd 
solute synergy present in the Mg-Gd-Zn alloy. In this regard, it is 
important to point out that despite a relatively high solute concentration 
of Ca at the GB in the Mg-Ca-Zn alloy (2 at.%), the resulting annealing 
texture does not exhibit a significant TD-spread feature akin to that 
observed in the Mg-Gd-Zn alloy. This is likely due to the weaker 
attraction between Zn and Ca atoms, resulting in a less pronounced 
segregation of Zn to the grain boundaries. 

The findings presented in this paper provide substantial evidence 
supporting the notion that the preferential development of specific 
texture components in Mg alloys is intricately connected to solute 
segregation through heterogeneous solute-boundary interactions. The 
reliance of binding energies on volumetric strains implies that solute 
segregation at grain boundaries is influenced by the local grain bound-
ary structure. Consequently, a non-uniform GB solute distribution leads 
to varying grain boundary mobilities among different boundaries, 
facilitating the selective growth of specific texture components. These 
results align with previous literature that has also proposed anisotropic 
grain boundary segregation in diverse material systems, exemplary Mg- 
Mn-Nd, Au-Pt and Fe-B-C [3,16,39]. 

In the design of wrought magnesium alloys, it is crucial to recognize 
that achieving texture modification via the incorporation of RE/Ca and 
Zn alone may not be effective unless there is a sufficient driving force for 
co-segregation. In this context, the presence of a strong chemical 
interaction between RE/Ca and Zn emerges as a pivotal factor. There-
fore, the segregation behavior and the redistribution of solutes are not 
solely determined by the minimization of elastic strain energy but are 
also heavily influenced by the strength of the chemical binding between 
these elements. The latter aspect is in excellent agreement with a very 
recent study that employed atomistic simulations to illustrate that solute 
segregation or depletion in Mg-Al alloys is induced by vacancy clusters 
[40]. 

5. Conclusions 

The current study has contributed to a clearer understanding of the 
impact of chemical binding and solute distribution on the segregation 
behavior at grain boundaries, and the subsequent alteration of the 
annealing texture in dilute Mg-X-Zn alloys (X= RE or Ca). The following 
conclusions can be drawn:  

1. This study reveals key differences in how Ca and Gd behave in the 
presence of grain boundaries. DFT calculations showed that Ca binds 
more favorably to sites with excess free volume than Gd, explaining 
the higher Ca segregation at general grain boundaries and the 
resulting RD-TD spread texture.  

2. The addition of a transition element (Zn) had significant synergistic 
effects on solute clustering and binding. Gd-Zn pairs formed more 
favorably than Ca-Zn pairs, leading to a stronger synergistic effect 
between Zn and Gd. This observation, in conjunction with the vari-
ations arising from different grain boundary characters, provides a 
plausible explanation for the equally high concentrations of Gd and 
Zn at the grain boundary, ultimately contributing to the observed 
TD-spread texture. 

3. In contrast, Ca-Zn pairs exhibited weaker binding, showing no in-
fluence on Ca segregation to the grain boundary but impacting Zn 
segregation. In terms of alloy design, this highlights a crucial aspect 
that the efficacy of alloying elements depends on the binding 
behavior of co-added solutes. In other words, stronger binding could 
enhance the synergy for grain boundary co-segregation and texture 
modification.  

4. The DFT predictions and experiments offer substantial evidence that 
the selective formation of specific texture components in Mg alloys is 
closely tied to heterogeneous solute-boundary interactions. The fact 

Table 4 
Local chemical composition for the investigated alloys at the grain boundary 
(GB) and in the matrix (M) measured by APT and the resulting segregation en-
ergy ΔGseg from Eq. (4.1).  

Alloy Ca/Gd GB 
at (%) 

Zn GB 
at (%) 

Ca/Gd 
M at (%) 

Zn M at 
(%) 

ΔGseg 

(Gd/Ca) 
(eV/ 
atom) 

ΔGseg 

(Zn) (eV/ 
atom) 

Mg- 
Gd 

0.466 +/- 
0.049 

– 0.0536 
+/- 
0.004 

– − 0.126 
+/ 
0.00009 

– 

Mg- 
Gd- 
Zn 

1.516 
+/− 0.093 

1.575 
+/- 
0.064 

0.145 
+/- 
0.007 

0.159 
+/- 
0.005 

− 0.137 
+/- 
0.00004 

− 0.134 
+/- 
0.00003 

Mg- 
Ca 

2.39 +/- 
0.145 

– 0.163 
+/- 
0.007 

– − 0.158 
+/- 
0.00001 

– 

Mg- 
Ca- 
Zn 

1.95 +/- 
0.051 

0.857 
+/- 
0.034 

0.421 
+/- 
0.005 

0.313 
+/- 
0.004 

− 0.090 
+/- 
0.00008 

− 0.059 
+/- 
0.0003  
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that the binding energy can be sensitive to the volumetric strain 
suggests that solute segregation at grain boundaries is influenced by 
the local grain boundary structure. Consequently, an uneven distri-
bution of solutes along grain boundaries results in varying grain 
boundary mobilities, enabling the preferential growth of specific 
texture components.  

5. Solute behavior regarding clustering and segregation is shaped not 
only by the large atomic size of RE and Ca, and the resulting elastic 
strain energy minimization, but also by the considerable impact of 
the chemical binding strength, either with sites with excess free 
volume or with co-added Zn in the ternary alloys. 
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