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Ni-Mn-Ga ferromagnetic shape memory alloys (FSMAs) with chemical composition close to Ni 2 MnGa have received great attention due to their giant magnetic shape memory effect and fast dynamic response. In this work, the crystal structure, martensitic transformation crystallography, texture and alloying in Ni-Mn-Ga FSMAs are systematically investigated.

In situ neutron diffraction experiments show that Ni 53 Mn 25 Ga 22 has a tetragonal I4/mmm structure from 20K to 403K, with a pretransformation occurring in the martensitic phase around room temperaure.

Ni 48 Mn 30 Ga 22 has a cubic, L2 1 Heusler structure from 373K to 293K. Its crystal structure changes into a seven-layered orthorhombic martensitic structure when cooled to 243K. There is no intermartensitic transformation upon further cooling to 19K.

Electron backscatter diffraction (EBSD) analyses show that the neighboring martensitic variants in the Ni 53 Mn 25 Ga 22 alloy have a compound twinning relationship with the twinning elements K 1 = {112}, K 2 = {11 2 }, η 1 = <111>, η 2 = <111>, P = {110} and s =0.379. The twin interface plane coincides with the twinning plane. The ratio of the relative amounts of twins within the same initial austenite grain is ~1.70.

The main orientation relationship between austenite (A) and martensite (M) is Kurdjumov-Sachs (K-S) relationship with (111) A //(101) M , [110] A //[111] M . Based on the crystallographic phenomenological theory, the calculated habit plane is {0.690 -0.102 0.716} A (5.95° from {101} A ), and the magnitude, direction and shear angle of the macroscopic transformation shear are 0.121, <-0.709 0.105 0.698> A (6.04° from <-101> A ) and 6.88°, respectively. Nanoscale twins inside the martensitic lamellae are found in the Ni 53 Mn 25 Ga 22 alloy annealed at 1173K for 4h followed by furnace cooling. Two kinds of interfaces, i.e. interpenetrated inter-lamellar interface and stepped intra-lamellar interface, are observed. The orientation relationships between the nanotwins connected by different interface configurations are determined.

Texture in Ni-Mn-Ga FSMAs is developed by hot forging. The texture evolution in the hot-forged Ni 48 Mn 25 Ga 22 Co 5 alloy after room temperature deformation and subsequent annealing is found to be closely related to its thermally activated shape memory effect. The texture changes significantly during deformation and it recovers to its initial state after subsequent annealing. An excellent shape memory effect with a recovery ratio of 74% is observed.

The substitution of Co for Ni in Ni 53-x Mn 25 Ga 22 Co x (x=0-14) alloys proves very efficient in increasing the Curie temperature. It only slightly decreases the martensitic transformation temperature when the Co content is less than 6%. In contrast, an abrupt decrease of martensitic transformation temperature is observed when the Co content exceeds 6%, due to the atomic disorder as a result of the addition of a large amount of Co. It is suggested that the substitution of a small amount of Co for Ni is helpful to the development of FSMAs with high martensitic transformation temperature and high Curie temperature.

Insights into the fundamental aspects such as microstructure, crystallography and phase transformation in Ni-Mn-Ga FSMAs are of great significance to the improvement of the functional performances of the present Ni-Mn-Ga alloys and to the design of new promising FSMAs.

Résumé

Les alliages ferromagnétiques à mémoire de forme (FSMAs: Ferromagnetic shape memory alloys) avec des compositions proches de Ni 2 MnGa ont attiré beaucoup d'attention en raison de leur effet de mémoire de forme gigantesque et de leur reponse rapide et dynamique. Dans ce travail, la structure cristalline, la cristallographie de transformation marténitique, la texture et l'effet de l'addition de Co à l'alliage Ni-Mn-Ga sont examinés systématiquement.

Les mesures de diffraction aux neutrons montrent que la structure de Ni 53 Mn 25 Ga 22 est caractérisée par un réseau tétragonal du groupe I4/mmm de 20K jusqu'à 403K avec une prétransformation ayant lieu dans la phase martensitique autour de la température ambiante alors que la structure de l'alliage Ni 48 Mn 30 Ga 22 est caractérisée par un réseau de Heusler cubique L2 1 de 373K à 293K. La structure cristalline de ce dernier alliage se transforme en structure martensitique orthorhombique à 7 couches s'il est refroidi à 243K. Il n'y a plus la transformation intermartensitique lorsqu'il est refoidi jusqu'à 19K.

Les résultats d'EBSD (Electron Backscattered Diffraction) nous permettent de determiner que les variants martensitiques voisins possèdent une relation de macle composée, avec les élements de K 1 = {112}, K 2 = {11 2 }, η 1 = <111>, η 2 = <111>, P = {110} et s =0.379. Le plan d'interface entre les macles coïncide avec le plan de maclage. Le rapport de quantités relatives de paires de macles au sein d'un même grain d'austénite initiale est d'environ 1.70. La relation d'orientation dominante entre l'austénite et la martensite est la relation de Kurdjumov-Sachs (K-S) avec (111) A //(101) M , [110] A //[111] M . Le plan d'habitat calculé par la théorie cristallographique phénoménologique est {0.690 -0.102 0.716} A , qui est proche de {1 0 1} A L'amplitude et l'angle du cisaillement sont 0.121 et 6.88°C. La direction du cisaillement est <-0.709 0.105 0.698> A qui est proche de <-1 0 1> A dans ce même plan. Les macles à l'échelle nanométrique au sein des lamelles martensitiques sont observées dans l'alliage Ni 53 Mn 25 Ga 22 recuit à 1173K pendant 4 heures et suivi d'un refroidissement à l'intérieur du four. Deux types d'interfaces sont trouvées, qui sont d'une part l'interface marquée par l'interpenetration des nano-macles entre les lamelles et d'autrepart l'interface avec des marches au sein même des lamelles. Les relations d'orientations entre les nano-macles séparées par les deux types d'interfaces ont été determinées.

Le texture de l'alliage Ni-Mn-Ga est développée par forgeage à chaud. L'évolution de la texture dans l'alliage forgé à chaud lors de la déformation ultérieure à température ambiante et suivie de recuit est trouvée associée à l'effet de mémoire de forme activé thermiquement. La texture évolue de manière significative lors de la deformation et reprend l'état initial après le recuit qui suit. Un excellent effet de mémoire de forme avec le rapport de recouvrement de 74% est observé.

La substitution de Co pour Ni dans les alliages Ni 53-x Mn 25 Ga 22 Co x (x=0-14 at.%) s'avère très efficace pour élever la température de Curie. La température de transformation martensitique décroît un peu si la teneur en Co est inférieure à 6%. Au contraire, une chûte brusque de la température de transformation martensitique s'opère quand la teneur en Co dépasse 6% du fait du désordre atomique par l'addition de Co en grande quantité. Cela suggère que la substitution de Co pour Ni en petite quantité est utile pour développer des alliages ferromagnétique à memoire de forme avec température de transformation martensitique et température de Curie élevées.

L'étude des aspects fundamentaux tels que la microstructure, la cristallographie et la transformation de phase des alliages ferromagnétique à mémoire de forme est importante pour améliorer les performances fonctionelles des alliages Ni-Mn-Ga actuels et pour concevoir de nouveaux alliages à memoire de forme prometteurs. With the rapid development of science and technology, the demand for high-performance materials with multi-functional properties has been increasing. Modern technologies need transducing materials, also referred to as smart materials that undergo a substantial change in one or more properties in response to a change in external conditions. Distinctly from structural materials, smart materials possess physical and chemical properties that are sensitive to a change in the environment such as temperature, pressure, electric field, magnetic field, optical wavelength, humidity, and pH. All of the smart materials are transducer materials as they transform one form of energy into another, and hence they have wide applications as both actuators and sensors in various fields such as medical, defense, aerospace, and marine industries. Smart materials can be categorized according to the type of response and type of activation. Among the large numbers of smart materials, the electrically driven piezoelectric materials, magnetically controlled magnetostrictive materials and thermally activated shape memory alloys are most widely explored because of their numerous potential applications [1].
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However, each of these materials has its own advantages and drawbacks. Piezoelectric materials can be deformed under the application of an electric field because of the electro-mechanical coupling in these materials. Likewise, these materials can generate an electric field in response to an external strain field. Piezoelectric devices are known for their high frequency capability, on the order of tens of kHz. Nevertheless, the induced strain in these materials is relatively small; the best piezoelectric ceramics only exhibit a strain of about 0.19% [2]. Magnetostrictive materials, such as Terfenol-D, can generate induced strain under magnetic fields. They can operate at high frequencies up to 10 kHz, but they also have the same drawbacks of small output strain. The maximum observed strain in single crystals is about 0.2% [3]. Moreover, the magnetostrictive materials are relatively expensive to produce and highly brittle. Shape memory alloys, like NiTi, have the ability to recover large plastic strain up to 8% [4] as a result of a thermally activated reversible martensitic transformation.

However, the working frequency for these alloys is quite low (less than 1 Hz) because of the slow process of heating and cooling that control the martensitic transformation and the reverse transformation. The respective drawbacks of the above-mentioned smart materials have greatly limited their practical applications in certain fields. The development of high-performance smart materials with both large output strain and fast response has become imperative.

Recently, a new class of smart materials called ferromagnetic shape memory alloys (FSMAs), also referred to as magnetic shape memory alloys (MSMAs), was developed. These FSMAs combine the properties of ferromagnetism with those of a diffusionless, reversible martensitic transformation. The field-induced strain in these materials results from the rearrangement of martensitic variants under applied magnetic fields. Thus they integrate the advantages of both thermally controlled shape memory alloys and magnetostrictive materials, showing giant magnetic shape memory effect and fast dynamic response. The reported magnetic-field-induced strain is as high as 9.5% [5], which is an order of magnitude higher than the strains generated in piezoelectric and magnetostrictive materials. Meanwhile, the working frequency of the FSMAs is very high, on the order of kHz [6,7]. Inspired by the merits of these materials, considerable efforts have been devoted to the investigation on various aspects of these FSMAs in the past few decades .

Up to now, several alloy systems have been confirmed to exhibit the characteristics of FSMAs, including Ni-Mn-Ga [5][6][7][8][9][10][11], Co-Ni-Ga [12], Co-Ni-Al [13,14], Ni-Fe-Ga [15,16],

Ni-Mn-Al [17], Fe-Pd [18][19][20] and Fe-Pt [21]. Among these alloys, Ni-Mn-Ga alloys with chemical compositions close to the stoichiometric compound Ni 2 MnGa are the most promising FSMAs. There are several key characteristics that make Ni-Mn-Ga alloys unique and remarkable, attracting a high degree of research interest. First, they are the only known ferromagnetic intermetallic compounds that undergo a thermoelastic martensitic transformation from a cubic L2 1 -ordered Heusler structure to a complex martensitic structure [22,23]. Second, the martensitic transformation in these alloys exhibits several active properties that are of great interest to the smart materials society, including the two-way shape memory effect [24,25], superelasticity [26] and magnetic-field-induced strain [8,9]. Finally, and the most importantly, the largest magnetic-field-induced strain is only observed in Ni-Mn-Ga alloys [5]. Consequently, Ni-Mn-Ga alloys, which are the focus of this thesis, become the most extensively studied FSMAs in the past ten years.

Ni-Mn-Ga ferromagnetic shape memory alloys

Ni-Mn-Ga alloys have already been investigated for more than 40 years. At the very beginning, Ni 2 MnGa together with other alloys were demonstrated as Heusler alloys having the formula X 2 YZ [27][28][29][30][31][32]. Soltys was the first to concentrate only on the Ni-Mn-Ga alloy system [33,34]. The martensitic transformation and magnetic order were later investigated in detail by Webster et al. [22] in 1984. More systematic studies by Kokorin et al. [35] and Chernenko et al. [START_REF] Chernenko | The behavior of the elastic-constants at the transformation between the modulated phases in Ni 2 MnGa[END_REF] were initiated in the early 1990s when Ni-Mn-Ga alloys were studied as potential shape memory alloys. The novel idea of rearranging martensitic variants by a magnetic field and thus generating a field-induced strain was relatively newly developed and received attention only in recent years. In 1996, Ullakko et al. [8] firstly demonstrated a magnetic-field-induced strain of 0.2% in a Ni 2 MnGa single crystal with a magnetic field of 8kOe applied at 265K. After that, a totally new era of investigations started. Extensive researches were carried out both experimentally and theoretically on various properties of Ni-Mn-Ga FSMAs. Theoretical models on the field-induced rearrangement of martensitic variants were established by O'Handley et al. [START_REF] O'handley | Model for strain and magnetization in magnetic shape-memory alloys[END_REF] and James et al. [18] in 1998. In 2000, Murray et al. have succeeded in the observation of a large magnetic-field-induced strain of 6% in the five-layered martensitic phase [9,[START_REF] Murray | 6% magnetic-field-induced strain by twin-boundary motion in ferromagnetic Ni-Mn-Ga[END_REF]. More recently, a much larger strain close to 10% was observed by Sozinov et al. [5] in the seven-layered martensite, which is, heretofore, the largest magnetic-field-induced strain obtained in FSMAs. Up to now, numerous studies have been performed on many aspects of Ni-Mn-Ga alloys, including crystal structure, phase transformation, magnetic properties, magnetic shape memory effect, mechanical behavior, martensite stabilization and alloying, and a lot of interesting phenomena have been revealed.

Crystal structure of Ni-Mn-Ga alloys

Crystal structure of parent phase

The crystal structure of Ni-Mn-Ga alloys with chemical compositions close to the stoichiometric compound Ni 2 MnGa have been extensively studied mostly by means of X-ray or electron diffraction and, less commonly, by means of neutron diffraction. However, it is worth noting that it is very difficult to accurately determine the crystal structure of Ni-Mn-Ga alloys by X-ray diffraction technique, as the X-ray scattering factors of Ni, Mn and Ga atoms are similar to each other. In contrast, neutron diffraction is a more powerful tool to precisely characterize the detailed crystal structure of Ni-Mn-Ga alloys due to the significantly different neutron scattering factors of the constituent atoms.

Webster et al. [22] were the first to study the crystal structure of the stoichiometric Ni 2 MnGa by neutron diffraction technique. They revealed that Ni 2 MnGa has a cubic, L2 1 Heusler structure above martensitic transformation temperature. The lattice parameter was reported to be around 5.82Å. A more systematic neutron diffraction study was recently carried out by Brown et al. [START_REF] Brown | The crystal structure and phase transitions of the magnetic shape memory compound Ni 2 MnGa[END_REF]. It was shown that the crystal structure of the parent phase in Ni 2 MnGa belongs to the space group 3 Fm m (No. 225). Ni atoms occupy 8c (0.25, 0.25, 0.25) Wyckoff sites, while Mn and Ga atoms occupy 4a (0, 0, 0) and 4b (0.5, 0.5, 0.5) sites, respectively. It was demonstrated that the lattice parameter of the parent phase is temperature dependent [START_REF] Brown | The crystal structure and phase transitions of the magnetic shape memory compound Ni 2 MnGa[END_REF]. In addition to the temperature dependency, the lattice parameters of the Ni-Mn-Ga alloys also depend on the chemical composition and heat treatment.

Although the crystal structure of the austenitic parent phase in the stoichiometric Ni 2 MnGa has been precisely determined by neutron diffraction [22,[START_REF] Brown | The crystal structure and phase transitions of the magnetic shape memory compound Ni 2 MnGa[END_REF], the off-stoichiometric compounds have only been studied by X-ray or electron diffraction and, due to the similar atomic scattering factors of the constituent atoms, the reflections indicating the second neighbour ordering (characteristic of the L2 1 structure) have never been found. In spite of this, the crystal structure of the parent phase has been conventionally treated to be L2 1 ordered [START_REF] Pons | Crystal structure of martensitic phases in Ni-Mn-Ga shape memory alloys[END_REF]. As a matter of fact, the unambiguous determination of the crystal structure of the parent phase in off-stoichiometric Ni-Mn-Ga alloys is quite essential, as the magnetic shape memory effect is usually observed in the off-stoichiometric compounds.

Crystal structure of martensite

The crystal structure of martensite in Ni-Mn-Ga alloys is an important factor because it affects their magnetic anisotropy [START_REF] Heczko | Relation between structure, magnetization process and magnetic shape memory effect of various martensites occurring in Ni-Mn-Ga alloys[END_REF][START_REF] Sozinov | Magnetic and magnetomechanical properties of Ni-Mn-Ga alloys with easy axis and easy plane of magnetization[END_REF][START_REF] Sozinov | Crystal structures and magnetic anisotropy properties of Ni-Mn-Ga martensitic phases with giant magnetic-field-induced strain[END_REF], mechanical properties [START_REF] Sozinov | Magnetic and magnetomechanical properties of Ni-Mn-Ga alloys with easy axis and easy plane of magnetization[END_REF][START_REF] Koho | Behaviour of Ni-Mn-Ga alloys under mechanical stress[END_REF] and chemical behavior [START_REF] Liu | Corrosion behavior of NiMnGa shape-memory alloy[END_REF][START_REF] Liu | On the corrosion of non-stoichiometric martensitic Ni-Mn-Ga alloys[END_REF] that ultimately determine the functional performances of these alloys. The Ni-Mn-Ga alloys show different martensitic structures. Depending on composition and temperature, three types of martensitic structures are commonly observed, i.e. five-layered tetragonal martensite (5M), seven-layered near-orthorhombic martensite (7M) and non-modulated tetragonal martensite (NM or T). Among the three types of martensites, the NM martensite is the most stable one while 5M martensite is the most unstable one [START_REF] Sozinov | Magnetic and magnetomechanical properties of Ni-Mn-Ga alloys with easy axis and easy plane of magnetization[END_REF][START_REF] Martynov | The crystal structure of thermally-and stress-induced martensites in Ni 2 MnGa single crystals[END_REF][START_REF] Feng | Magnetic and structural transition of Ni 50+x Mn 25-x/2 Ga 25-x/2 (x=2-5) alloys[END_REF][START_REF] Enkovaara | Atomistic simulations of magnetic shape memory alloys[END_REF], as shown in Fig. 1-1 (a). Therefore, if the 5M structure is to be observed it is transformed directly from the parent phase while the NM martensite can be a final transformation product of intermartensitic transformations from 7M or 5M martensites [START_REF] Sozinov | Effect of crystal structure on magnetic-field-induced strain in Ni-Mn-Ga[END_REF].

The first martensite transformed directly from parent phase depends on composition and there exists an empirical correlation between the martensitic transformation temperature and the first martensitic structure [START_REF] Enkovaara | Atomistic simulations of magnetic shape memory alloys[END_REF], as shown in Fig. 1-1 (b). The alloys transforming directly to the NM martensite typically have martensitic transformation temperatures that can be higher than their Curie temperatures [START_REF] Khovailo | Magnetic properties of Ni 2.18 Mn 0.82 Ga Heusler alloys with a coupled magnetostructural transition[END_REF][START_REF] Jiang | Co-occurrence of magnetic and structural transitions in the Heusler alloy Ni 53 Mn 25 Ga 22[END_REF] and the 7M martensite appears first only in a narrow temperature range [START_REF] Enkovaara | Atomistic simulations of magnetic shape memory alloys[END_REF]. Thus, NM martensite is the only martensite that can exist both at very low temperatures as an intermartensitic transformation product and at elevated temperatures above Curie temperature as a first martensite transformed directly from parent phase. Prior to the detailed description of the above-mentioned crystal structures of martensites in Ni-Mn-Ga alloys, it is necessary to clarify the different coordinates with respect to which the martensitic structures are expressed. There are two different cases in which the martensitic structure are expressed with respect to (i) the orthorhombic martensite coordinate system constructed from the martensitic principal axes and (ii) the cubic parent phase coordinate system constructed from the cubic axes of the parent phase, respectively. The choice of (i) is crystallographically reasonable as it involves a smaller unit cell volume and it is also convenient to use this coordinate system to describe the crystal lattice modulation in the layered structure as a long-period superstructure. However, for a simple description of the strain values induced by stress or magnetic field, the choice of (ii) is more practical [32], as it is directly related to the change of lattice parameters, in the cubic coordinate system, after martensitic transformation. Since the cubic coordinate system is commonly accepted in the literature, for consistency the description of the literature work (unless specified) will also use this coordinate system in this chapter. A subscript "C" will be added to the lattice parameters and crystallographic planes and directions, denoting that they are expressed in the cubic parent phase coordinate system. However, in the other chapters of this thesis, the orthorhombic martensite coordinate system that is more crystallographically reasonable to analyze the crystallographic features of these FSMAs will be used. One should bear in mind that the lattice parameters expressed with respect to the two coordinates are different from each other.

(1) Five-layered martensite (5M)

The 5M martensite of the low-temperature phase was observed by means of electron diffraction and X-ray diffraction in single crystals of Ni 51.5 Mn 23.6 Ga 24.9 (M s =293K) [START_REF] Martynov | The crystal structure of thermally-and stress-induced martensites in Ni 2 MnGa single crystals[END_REF][START_REF] Martynov | X-ray diffraction study of thermally and stress-induced phase transformations in single crystalline Ni-Mn-Ga alloys[END_REF][START_REF] Chernenko | Some aspects of structural behaviour of Ni-Mn-Ga alloys[END_REF], Ni 49.2 Mn 26.6 Ga 24.2 (M s ~180K) [START_REF] Chernenko | Thermal and magnetic properties of stress-induced martensites in Ni-Mn-Ga alloys[END_REF][START_REF] Fritsch | Martensitic transformation in Ni-Mn-Ga alloys[END_REF], Ni 52.6 Mn 23.5 Ga 23.9 (M s =283K) [START_REF] Chernenko | Thermal and magnetic properties of stress-induced martensites in Ni-Mn-Ga alloys[END_REF], Ni 52 Mn 23 Ga 25 (M s =227K) [START_REF] Manosa | Phonon softening in Ni-Mn-Ga alloys[END_REF], etc. The crystal structure is modulated by a transverse displacive wave along the [110] C direction [START_REF] Martynov | X-ray diffraction study of thermally and stress-induced phase transformations in single crystalline Ni-Mn-Ga alloys[END_REF][START_REF] Fritsch | Martensitic transformation in Ni-Mn-Ga alloys[END_REF] and it may be presented as a periodic shuffling along (110) C [110] C system or a long-period stacking of {110} C close-packed planes [START_REF] Pons | Crystal structure of martensitic phases in Ni-Mn-Ga shape memory alloys[END_REF][START_REF] Martynov | The crystal structure of thermally-and stress-induced martensites in Ni 2 MnGa single crystals[END_REF].

Modulation occurs in such a way that each fifth (110) C plane does not undergo displacements, while the other four are displaced from their regular positions. The modulation can be observed in electron or X-ray diffraction as four additional spots between the main diffraction reflections [START_REF] Glavatska | Temperature dependence of martensite structure and its effect on magnetic-field-induced strain in Ni 2 MnGa magnetic shape memory alloys[END_REF][START_REF] Ge | Crystal structure and macrotwin interface of five-layered martensite in Ni-Mn-Ga magnetic shape memory alloy[END_REF]. The average lattice is approximately tetragonal or slightly monoclinic with a short c C axis, i.e. c C /a C <1 (in the cubic coordinates). The tetragonality of the 5M martensite was found to increase with decreasing temperature and saturate at very low temperatures [START_REF] Glavatska | Temperature dependence of martensite structure and its effect on magnetic-field-induced strain in Ni 2 MnGa magnetic shape memory alloys[END_REF].

(2) Seven-layered martensite (7M)

The 7M martensite was observed in single crystals of Ni 52 Mn 25 Ga 23 (M s =333K) [START_REF] Martynov | X-ray diffraction study of thermally and stress-induced phase transformations in single crystalline Ni-Mn-Ga alloys[END_REF], Ni 48.8 Mn 29.7 Ga 21.5 (M s =337K) [5] and so on. Having a modulation mechanism similar to the case of 5M martensite, modulation in 7M martensite occurs in such a way that each seventh (110) C plane does not undergo displacements, while the other six are displaced from their regular positions. X-ray and electron diffractions show that, in the diffraction pattern, the distance between the main reflection along the [110]* C direction in reciprocal space is divided into seven parts by six additional spots [START_REF] Fritsch | Martensitic transformation in Ni-Mn-Ga alloys[END_REF][START_REF] Lanska | Microstructure change in Ni-Mn-Ga seven-layered martensite connected with MSM effect[END_REF][START_REF] Wang | Martensitic microstructure and its damping behavior in Ni 52 Mn 16 Fe 8 Ga 24 single crystals[END_REF]. The average lattice is approximately orthorhombic with c C /a C <1 and a monoclinic distortion of less than 0.4° was observed by Sozinov et al. [START_REF] Sozinov | Crystal structure, magnetic anisotropy and mechanical properties of seven-layered martensite in Ni-Mn-Ga[END_REF]. Martynov [START_REF] Martynov | X-ray diffraction study of thermally and stress-induced phase transformations in single crystalline Ni-Mn-Ga alloys[END_REF] interpreted the crystal structure of Ni 52 Mn 25 Ga 23 as monoclinic with the lattice parameters a C =6.14Å, b C =5.78Å and c C =5.51Å and with γ=90.5°, while Sozinov et al. [5] reported that the crystal structure of the 7M martensite in 

(3) Non-modulated martensite (NM)

The NM martensite was found in single crystal samples and thin films of the alloys such as Ni 53.1 Mn 26.6 Ga 20.3 (M s =380K) [START_REF] Chernenko | Sequence of martensitic transformations in Ni-Mn-Ga alloys[END_REF][START_REF] Chernenko | Phase transformations in rapidly quenched Ni-Mn-Ga alloys[END_REF] and Ni 52.8 Mn 25.7 Ga 21.5 (M s =390K) [START_REF] Söderberg | Tensile/compressive behaviour of non-layered tetragonal Ni 52.8 Mn 25.7 Ga 21.5 alloy[END_REF]. No modulation occurs in this type of martensite. The crystal structure of the NM martensite was confirmed to be tetragonal with a long c C axis. The NM martensite is the only type of martensite with c C /a C >1. Liu et al. [START_REF] Liu | Vibration cavitation behaviour of selected Ni-Mn-Ga alloys[END_REF] reported that the lattice parameters of Ni [START_REF] Lanska | Composition and temperature dependence of the crystal structure of Ni-Mn-Ga alloys[END_REF] systematically studied the composition and temperature dependence of the crystal structure and lattice parameters of Ni-Mn-Ga alloys with different types of martensite; a correlation between the martensitic crystal structure, martensitic transformation temperature and electron concentration was established [START_REF] Lanska | Composition and temperature dependence of the crystal structure of Ni-Mn-Ga alloys[END_REF].

Although the general configuration of the martensitic structure in Ni-Mn-Ga alloys has been established by electron and X-ray diffractions, the details of crystal structure of the martensites, such as space group and atomic positions, are still far from being understood.

Moreover, some controversial results [23,[START_REF] Pons | Crystal structure of martensitic phases in Ni-Mn-Ga shape memory alloys[END_REF][START_REF] Righi | Commensurate and incommensurate "5M" modulated crystal structures in Ni-Mn-Ga martensitic phases[END_REF] have been obtained due to the inability of electron and X-ray diffractions in characterizing the detailed crystal structures of the Ni-Mn-Ga alloys consisting of nearby constituent elements in the periodic table. The precise determination of the fine crystal structure of martensites in Ni-Mn-Ga alloys by neutron diffraction technique is greatly needed and is of vital importance to the understanding of the mechanism of martensitic transformation and the improvement of the magnetic shape memory effect in these FSMAs.

Phase transformation in Ni-Mn-Ga alloys

Transformation sequence

As the magnetic shape memory effect due to the rearrangement of martensitic variants occurs only in the ferromagnetic martensitic state in Ni-Mn-Ga FSMAs, the phase transformation sequence and transformation temperature determine the service temperature range of these alloys. Hence, it is important to study the details of phase transformation process in these alloys in order to get a good understanding of the materials behavior. The phase transformation in Ni-Mn-Ga alloys is actually quite complex and different transformation behaviors can occur, depending on the chemical composition and thermal history of the alloys. A schematic illustration of the phase transformation sequence in Ni-Mn-Ga alloys is given in Fig. 12. At high temperatures, the melt of these alloys undergoes a solidification process leading to a partially disordered B2' phase, followed by the occurrence of a disorder-order transition from B2' phase to L2 1 ordered Heusler phase upon cooling. After cooled to lower temperatures, some Ni-Mn-Ga alloys undergo firstly a premartensitic transformation and then a martensitic transformation, while the other alloys directly transform from the Heusler parent phase into martensite. Subsequently, the martensites in some alloys remain stable upon further cooling to very low temperatures whereas those in the other alloys undergo one or more intermartensitic transformations which produce more stable martensites existing at low temperatures. The detailed description of the different phase transformations in Ni-Mn-Ga alloys is presented in the following subsections. and ( 2), (I) and (II), and (a) and (b) in the scheme denote that in each case there are two possible transformation paths from high-temperature phase to low-temperature phase.

Solidification and disorder-order transition

The Ni-Mn-Ga alloys solidify into a partially disordered intermediate B2' phase at a certain composition-dependent temperature. Overhosler et al. [START_REF] Overhosler | Chemical ordering in Ni-Mn-Ga Heusler alloys[END_REF] reported that the solidification temperatures of the Ni 50 Mn x Ga cooling. The B2'-L2 1 transition was confirmed to be a second order transition [START_REF] Khovailo | On order-disorder (L2 1 -B2') phase transition in Ni 2+x Mn 1-x Ga Heusler alloys[END_REF] and the transition temperature is between 800-1100K, depending on the chemical composition of the alloys [START_REF] Overhosler | Chemical ordering in Ni-Mn-Ga Heusler alloys[END_REF][START_REF] Söderberg | Transformation behavior of two Ni-Mn-Ga alloys[END_REF]. The difference between the B2' and L2 1 structures is that in B2' structure the Ni atoms form the frame of the lattice while Mn and Ga atoms occupy arbitrary positions, whereas in L2 1 structure Mn and Ga atoms are strictly ordered as well as Ni atoms.

Premartensitic transformation

Prior to the martensitic transformation at low temperatures, premartensitic transformation can occur in some Ni-Mn-Ga alloys. The premartensitic transformation in Ni-Mn-Ga system is not directly related to the magnetic shape memory effect of these alloys, but, scientifically, it offers various opportunities to investigate the coexisting interactions of electro-phonon, magnetoelastic and Jahn-Teller mechanisms. The physical nature of the premartensitic transformation in Ni-Mn-Ga alloys has been the topic of both theoretical [START_REF] Planes | Premartensitic transition driven by magnetoelastic interaction in bcc ferromagnetic Ni 2 MnGa[END_REF][START_REF] Castan | Modeling premartensitic effects in Ni 2 MnGa: a mean-field and Monte Carlo simulation study[END_REF] and experimental work by means of neutron diffraction [START_REF] Brown | The crystal structure and phase transitions of the magnetic shape memory compound Ni 2 MnGa[END_REF][START_REF] Zheludev | Precursor effects and premartensitic transformation in Ni 2 MnGa[END_REF][START_REF] Zhao | Magnetic and elastic properties of Ni 49.0 Mn 23.5 Ga 27.5 premartensite[END_REF][START_REF] Stuhr | Premartensitic phenomena in the ferro-and paramagnetic phases of Ni 2 MnGa[END_REF], transport [START_REF] Khovailo | Premartensitic transition in Ni 2+x Mn 1-x Ga Heusler alloys[END_REF], magnetic [START_REF] Fei | Magnetic susceptibility anomaly associated with premartensitic transition in Heusler alloy[END_REF][START_REF] Cui | Characteristics of the premartensitic transition strain in ferromagnetic shape memory Ni 50.5 Mn 24.5 Ga 25 single crystals[END_REF], mechanical [START_REF] Chernenko | Premartensitic phenomena and other phase transformations in Ni-Mn-Ga alloys studied by dynamical mechanical analysis and electron diffraction[END_REF], acoustic [START_REF] Perez-Reche | Planes: Calorimetric and acoustic emission study of the premartensitic and martensitic transitions in Ni-Mn-Ga[END_REF] and ultrasonic [START_REF] Gonzalez-Comas | Premartensitic and martensitic phase transitions in ferromagnetic Ni 2 MnGa[END_REF] measurements, and electron microscopy [START_REF] Chernenko | Premartensitic phenomena and other phase transformations in Ni-Mn-Ga alloys studied by dynamical mechanical analysis and electron diffraction[END_REF][START_REF] Kokorin | Pre-martensitic state in Ni-Mn-Ga alloys[END_REF][START_REF] Kokorin | Acoustic phonon mode condensation in Ni 2 MnGa compound[END_REF].

Premartensitic transformation has been observed in Ni 2+x+y Mn 1-x Ga 1-y alloys with relatively small deviations from stoichiometry and martensitic transformation temperature (T m ) lower than 270K [START_REF] Vasil'ev | Shape memory ferromagnets[END_REF]. The premartensitic transformation of Ni-Mn-Ga alloys was confirmed to be a weakly first order transformation [START_REF] Planes | Premartensitic transition driven by magnetoelastic interaction in bcc ferromagnetic Ni 2 MnGa[END_REF] and it occurs in the stochiometric Ni 2 MnGa (T m ~220K) at around 260K [START_REF] Zheludev | Precursor effects and premartensitic transformation in Ni 2 MnGa[END_REF]. Khovailo et al. [START_REF] Khovailo | Premartensitic transition in Ni 2+x Mn 1-x Ga Heusler alloys[END_REF] found from the anomalies in the temperature dependence of electrical resistivity that the premartensitic transformation temperature of Ni 2+x Mn 1-x Ga alloys is only weakly dependent on the substitution of Mn for Ni.

By means of neutron diffraction experiments, Brown et al. [START_REF] Brown | The crystal structure and phase transitions of the magnetic shape memory compound Ni 2 MnGa[END_REF] reported that the premartensitic phase in Ni 2 MnGa has an orthorhombic (with space group of Pnnm, No.58) three-layered structure. In this structure, the modulation mechanism is similar to the cases of 5M and 7M martensites [START_REF] Brown | The crystal structure and phase transitions of the magnetic shape memory compound Ni 2 MnGa[END_REF].

It should be noted that the premartensitic transformation only occurs in Ni-Mn-Ga alloys with relatively low T m . Zheludev et al. [START_REF] Zheludev | Precursor effects and premartensitic transformation in Ni 2 MnGa[END_REF] suggested that the premartensitic transformation emerges because of nesting singularities in the Fermi surface. Since the premartensitic transformation temperature is weakly dependent on deviations from stoichiometry and such a transformation is observed only in Ni 2+x+y Mn 1-x Ga 1-y alloys with T m < 270K [START_REF] Chernenko | Premartensitic phenomena and other phase transformations in Ni-Mn-Ga alloys studied by dynamical mechanical analysis and electron diffraction[END_REF], variations in valence electron concentration probably only have a slight effect on the nesting section of the Fermi surface [START_REF] Vasil'ev | Shape memory ferromagnets[END_REF]. In the alloys with T m > 270K, martensitic transformations, accompanied by a radical transformation of the Fermi surface, occur even before the nesting singularities in the parent phase have time to manifest themselves and thus no premartensitic transformation is observed in these alloys [START_REF] Vasil'ev | Shape memory ferromagnets[END_REF].

Landau models for the premartensitic transformation have been proposed [START_REF] Castan | Modeling premartensitic effects in Ni 2 MnGa: a mean-field and Monte Carlo simulation study[END_REF] and successfully explain that (i) the electron-phonon coupling results in a first order premartensitic transformation from the parent phase to a micromodulated intermediate phase in Ni-Mn-Ga alloys and (ii) the magnetoelastic coupling enables the existence of a commensurate premartensitic phase prior to martensitic transformations. The in-depth investigation to understand the intrinsic nature of premartensitic transformation in Ni-Mn-Ga alloys is still needed.

Martensitic transformation

The martensitic transformation is a diffusionless, displacive solid state phase transformation of the first order type, in which the atoms shift within a short range in an organized manner relative to their neighbors [1,[START_REF] Vasil'ev | Shape memory ferromagnets[END_REF]. It occurs in a certain temperature region usually showing hysteresis between the forward and reverse transformations. The chemical composition of the alloys dose not change after transformation and there usually exists a clear correspondence between the crystal structures of the parent austenitic phase and the product martensitic phase [32]. The kinetics and morphology are dictated by the strain energy arising from shear displacements. The characteristic transformation temperatures are defined by the martensitic transformation start temperature M s , the martensitic transformation finish temperature M f , the austenitic transformation start temperature A s and the austenitic transformation finish temperature A f .

As mentioned earlier in Section 2.1, the martensitic transformation in Ni-Mn-Ga alloys may result in three different types of martensites, i.e. 5M, 7M and NM martensites. The NM martensite, if emerging as a first martensite, usually occurs in the alloys with a higher M s , while the 7M martensite occurs only in the alloys with an M s within a narrow temperature region (Fig. 1-1 (b)). In contrast, the 5M martensite usually occurs in the alloys with a lower M s . The M s of the example alloys showing different martensitic structures is also given in Section 2.1.

The martensitic transformation temperatures in Ni-Mn-Ga alloys are highly dependent on the chemical composition of the alloys [START_REF] Chernenko | Compositional instability of β -phase in Ni-Mn-Ga alloys[END_REF][START_REF] Chernenko | The development of new ferromagnetic shape memory alloys in Ni-Mn-Ga system[END_REF][START_REF] Wu | Effect of composition on transformation temperatures of Ni-Mn-Ga shape memory alloys[END_REF][START_REF] Jin | Empirical mapping of Ni-Mn-Ga properties with composition and valence electron concentration[END_REF]. It is generally recognized that the martensitic transformation temperatures in Ni-Mn-Ga alloys increase with the increasing of the average number of valence electrons per atom (also called electron concentration) e/a, which is defined as follows: where denotes the atomic percentage of X. In the equation, the value of 10 is applied for Ni, in which the outer electron shells are occupied as 3d at% X (X=Ni,Mn,Ga) 8 4s 2 , while for Mn the value becomes 7 from 3d 5 4s 2 and for Ga 3 from 4s 2 4p 1 [START_REF] Chernenko | Compositional instability of β -phase in Ni-Mn-Ga alloys[END_REF].

Chernenko et al. [START_REF] Chernenko | The development of new ferromagnetic shape memory alloys in Ni-Mn-Ga system[END_REF] investigated the composition dependence of martensitic transformation temperatures of Ni-Mn-Ga alloys and concluded that (i) at a constant Mn content, Ga addition lowers M s , (ii) Mn addition (instead of Ga) at a constant Ni content increases M s , and (iii) substitution of Ni by Mn at a constant Ga content lowers M s . Wu et al. [START_REF] Wu | Effect of composition on transformation temperatures of Ni-Mn-Ga shape memory alloys[END_REF] further quantified the relation between M s and chemical composition, and derived the following equation: It should be noted that T m can be generally defined as (M s +M f +A s +A f )/4 [32], but the definition of the T m in Eq. (1-3) is not given in Ref. [START_REF] Jin | Empirical mapping of Ni-Mn-Ga properties with composition and valence electron concentration[END_REF]. The investigations on the composition dependence of martensitic transformation temperatures can serve as the guides for the development of high-temperature Ni-Mn-Ga FSMAs for practical applications by composition design.

In addition to chemical composition, the atomic order of the parent phase also has a great influence on the martensitic transformation temperatures. Kreissl et al. [START_REF] Kreissl | The influence of atomic order on the magnetic and structural properties of the ferromagnetic shape memory compound Ni 2 MnGa[END_REF] found that the disorder existing between Mn and Ga atoms in Ni 2 MnGa alloy substantially suppresses the martensitic transformation by about 100K. Tsuchiya et al. [START_REF] Tsuchiya | Effect of isothermal aging on martensitic transformation in Ni-Mn-Ga alloys[END_REF] and Besseghini et al. [START_REF] Besseghini | NiMnGa polycrystalline magnetically activated shape memory alloy: a calorimetric investigation[END_REF] confirmed that with the ordered L2 1 structure obtained from the correct annealing procedure the martensitic transformation temperature region is narrower. Thus, proper thermal treatments are necessary for obtaining high-performance FSMAs with good stability.

Intermartensitic transformation

Aside from premartensitic and martensitic transformations, first order intermartensitic transformation from one martensite to another may occur in certain Ni-Mn-Ga alloys [START_REF] Heczko | Temperature variation of structure and magnetic properties of Ni-Mn-Ga magnetic shape memory alloys[END_REF][START_REF] Söderberg | Effect of intermartensitic reaction on the co-occurrence of the magnetic and structural transition in Ni-Mn-Ga alloys[END_REF][START_REF] Segui | Low temperature-induced intermartensitic phase transformations in Ni-Mn-Ga single crystal[END_REF][START_REF] Segui | Effect of atomic ordering on the phase transformation in Ni-Mn-Ga shape memory alloys[END_REF][START_REF] Dai | Intermartensitic transformation in a NiMnGa alloy[END_REF][START_REF] Wang | Thermoelastic intermartensitic transformation and its internal stress dependency in Ni 52 Mn 24 Ga 24 single crystals[END_REF][START_REF] Kokorin | Intermartensitic phase transitions in Ni-Mn-Ga alloy, magnetic field effect[END_REF][100][101][102][103][104][105],

due to the different stability of the three types of martensites as shown in Fig. 1-1 (a). A typical transformation path is 5M-7M-NM or 7M-NM, depending on the chemical composition and thermal history of the alloys. As well as being an interesting issue from a fundamental point of view, the occurrence of intermartensitic transformation has a certain influence on the applicability of the FSMAs. In this regard, it means that the working range of the utilization of FSMAs could be restricted to a temperature range where intermartensitic transformation are not observed, i.e. the intermartensitic transformation may set the lower limit for the service temperature of the magnetic shape memory effect [START_REF] Heczko | Temperature variation of structure and magnetic properties of Ni-Mn-Ga magnetic shape memory alloys[END_REF].

The intermartensitic transformation is usually accompanied by anomalies in the Introduction calorimetric [START_REF] Chernenko | Sequence of martensitic transformations in Ni-Mn-Ga alloys[END_REF][START_REF] Söderberg | Effect of intermartensitic reaction on the co-occurrence of the magnetic and structural transition in Ni-Mn-Ga alloys[END_REF][START_REF] Segui | Low temperature-induced intermartensitic phase transformations in Ni-Mn-Ga single crystal[END_REF], mechanical [START_REF] Segui | Low temperature-induced intermartensitic phase transformations in Ni-Mn-Ga single crystal[END_REF][START_REF] Segui | Effect of atomic ordering on the phase transformation in Ni-Mn-Ga shape memory alloys[END_REF][START_REF] Dai | Intermartensitic transformation in a NiMnGa alloy[END_REF], magnetic [START_REF] Segui | Low temperature-induced intermartensitic phase transformations in Ni-Mn-Ga single crystal[END_REF][START_REF] Wang | Thermoelastic intermartensitic transformation and its internal stress dependency in Ni 52 Mn 24 Ga 24 single crystals[END_REF][START_REF] Kokorin | Intermartensitic phase transitions in Ni-Mn-Ga alloy, magnetic field effect[END_REF][100][101][102][103][104] and electrical resistivity [START_REF] Segui | Low temperature-induced intermartensitic phase transformations in Ni-Mn-Ga single crystal[END_REF][START_REF] Kokorin | Intermartensitic phase transitions in Ni-Mn-Ga alloy, magnetic field effect[END_REF][100][101][102][103] measurements, both on cooling and heating. It is suggested that the intermartensitic transformation in Ni-Mn-Ga alloys is very sensitive to the internal stress in the samples [START_REF] Wang | Thermoelastic intermartensitic transformation and its internal stress dependency in Ni 52 Mn 24 Ga 24 single crystals[END_REF]. According to Wang et al. [START_REF] Wang | Thermoelastic intermartensitic transformation and its internal stress dependency in Ni 52 Mn 24 Ga 24 single crystals[END_REF], an average internal stress of about 14MPa stored in the distorted lattice may change the transformation sequence and entirely suppress the intermartensitic transformation in Ni 52 Mn 24 Ga 24 single crystals. Chernenko et al. [START_REF] Chernenko | Premartensitic phenomena and other phase transformations in Ni-Mn-Ga alloys studied by dynamical mechanical analysis and electron diffraction[END_REF] also confirmed that the intermartensitic transformation is indeed strongly influenced by the non-chemical terms of the free energy balance (mainly the elastic energy term), which can be even more important than the martensitic lattice instabilities. This interpretation is supported by the results obtained in rapidly solidified polycrystalline, fine grained alloys which do not show any intermartensitic transformation [START_REF] Chernenko | Phase transformations in rapidly quenched Ni-Mn-Ga alloys[END_REF], as these alloys involve much higher accommodation stresses than single crystals during the transformation, due to the large amount of grain boundaries [START_REF] Chernenko | Premartensitic phenomena and other phase transformations in Ni-Mn-Ga alloys studied by dynamical mechanical analysis and electron diffraction[END_REF].

In spite of extensive studies on the phase transformation behaviors in Ni-Mn-Ga alloys, the in situ observations on the phase transformation behavior are still lacking. Moreover, the intrinsic nature of the phase transformations, especially martensitic and intermartensitic transformations, is still not well understood. In situ neutron diffraction investigations on phase transformation, which directly reveal the detailed crystal structure of the alloys at different temperatures, will enrich the martensitic transformation theory and further be helpful to the design of new FSMAs with optimal performances.

Magnetic properties of Ni-Mn-Ga alloys

Curie temperature

The Curie temperature (T C ), or Curie point, is defined as the temperature at which a ferromagnetic material becomes paramagnetic by loosing the long-range magnetic order. This magnetic transition is one of the main limits when considering the service temperatures of the magnetic shape memory effect. The T C can be clearly observed from the magnetic susceptibility measurement as the susceptibility changes abruptly in the ferromagnetic to paramagnetic transition, as shown in Fig. 123. The T C of the stoichiometric Ni 2 MnGa was reported to be 376K [10,22]. In contrast to the martensitic transformation temperatures, the T C of Ni-Mn-Ga alloys is less sensitive to the chemical composition [START_REF] Chernenko | The development of new ferromagnetic shape memory alloys in Ni-Mn-Ga system[END_REF], having a value of around 370K for a wide range of compositions [START_REF] Lanska | Composition and temperature dependence of the crystal structure of Ni-Mn-Ga alloys[END_REF][START_REF] Chernenko | The development of new ferromagnetic shape memory alloys in Ni-Mn-Ga system[END_REF]. Interestingly, it is possible to develop alloys with a magnetostructural transformation, i. e. T C =T m , by composition adjustment [51. 52, 106], in which some specific effects may occur due to the magnetoelastic coupling.

Magnetic moment

The magnetic moment in Ni-Mn-Ga alloys is mainly localized on the Mn sites, as 

Magnetic anisotropy

Magnetic anisotropy can be considered as the determining parameter for the achievement of giant magnetic-field-induced strain in FSMAs and it is also a key property to understand the magnetic shape memory effect in Ni-Mn-Ga martensites. The magnetic anisotropy energy is defined as the work required to rotate the magnetization from the easy axis to the hard axis with an applied magnetic field. The magnetic anisotropy energy density of an orthorhombic crystal is expressed with directional cosines i α of the magnetization along the crystal coordinate axes as
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and for a tetragonal crystal in polar coordinatesθ ,ϕ with z axis parallel to [001] C as sin sin sin cos 4
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where K i are the magnetic anisotropy constants [117]. For the uniaxial anisotropy, if K 1 in Eq.

(1-5) is positive, the crystal has an easy axis of magnetization along the c C axis, which is the case for 5M martensite. If K 1 in Eq. (1-5) is negative and K 1 <-2 K 2 , the crystal has an easy plane of magnetization, in which the a C b C -plane is the easy plane and the c C axis is the hard axis, which is the case for NM martensite. The magnetic anisotropy constant can be obtained by measuring the magnetization curves for different directions of the magnetic field with respect to the crystallographic axes of the sample. For 7M martensite, experimental results

show that K 1 and K 2 are the predominant terms in Eq. ( 

Magnetic domain structure

The magnetic domain structure of martensite is of significance to the understanding of the mechanism of magnetic shape memory effect and it is also a prerequisite for modeling the magneto-mechanical behavior in Ni-Mn-Ga alloys [119]. The first observation of magnetic domain structure was made by magnetic force microscopy [11], which reveals a hierarchical domain structure with a herring-bone pattern. Similar patterns were also observed by Lorentz microscopy, but with a different domain width [120]. The evolution of this kind of pattern under applied magnetic fields is studied by Pan et al. [121]. It was found that the application of a weak field evolves this pattern to a firtree pattern meeting at the twin boundaries and the application of a mediate field causes the magnetization vector of the neighboring twin variants to rotate a little, while the application of a strong field rotates the magnetization vector to the field direction and eliminate the domain structure within one variant [121].

In a surface with a magnetization vector out of plane a labyrinth pattern [122] Despite a large amount of investigations on the magnetic properties of Ni-Mn-Ga alloys, there are still many fundamental aspects remaining unclear. For instance, the influence of heat treatments on the magnetic properties has not been widely reported. The magnetoelastic coupling and magnetocaloric effect have not been well understood. Furthermore, the correlation between the magnetic domain structure and magnetic shape memory effect still remains mysterious. Research into these issues will help to reveal the underlying mechanism of the thermo-magneto-mechanical behavior of the FSMAs.

Magnetic shape memory effect in Ni-Mn-Ga alloys

Prerequisite

The magnetic shape memory effect (MSME) in Ni-Mn-Ga alloys, which manifest itself in terms of magnetic-field-induced strain (MFIS), originates from the rearrangement of the martensitic variants under applied magnetic fields. The prerequisite for the MSME in Ni-Mn-Ga alloys is listed as follows:

(i) The alloys must have the ferromagnetic twinned martensitic microstructure in the working temperature range. This means that the MSME is possible only at temperatures below the Curie temperature T C and below the reverse transformation start temperature A s .

(ii) The magnetic-field-induced stress must exceed the twinning stress of these alloys. In this context, the twinning stress tw σ is the stress needed for the rearrangement of the twin variants. It can be determined from the stress-strain curve of single crystals. Since the magnetic-field-induced stress mag σ cannot exceed the saturation value given by the ratio of the magnetic anisotropy ( ) and the theoretical maximum MFIS (

U K 0 ε ), i.e. 0 U K ε [32, 128],
where the value for the strain 0 ε can also be evaluated from the stress-strain curve of single crystals with a single variant as the maximum strain of the detwinning, the above-mentioned prerequisite can be formulated as 0

U mag tw K σ σ ε = > (1-6)
It is worth noting that both mag σ and tw σ strongly depend on the type of martensite. It was reported that the twinning stress tw σ in compression varies from less than 2 MPa for the 5M and 7M martensites to 18-20 MPa for the NM martensite [32].

Mechanism

In Ni-Mn-Ga FSMAs, the formation of twin boundaries accommodates the stress generated by the diffusionless martensitic transformation from the high-temperature, high-symmetry austenite to the low-temperature, low-symmetry martensite. The magnetic moment in martensite is aligned to the easy axis of magnetization by the high magnetic anisotropy and the preferred direction of magnetization changes across the twin boundary, as illustrated in Fig. 1234. When a magnetic field is applied parallel to the easy axis of magnetization of one of the variants, the energy of the variant with the easy axis parallel to the field will be different from that of others. This energy difference exerts a stress mag σ on the twin boundary and provides the driving force for the twin boundary motion. If this magnetic-field-induced stress mag σ is larger than the twinning stress tw σ needed for the rearrangement of the twin variants, the twin boundary will move and the variant with easy axis of magnetization parallel to the field direction will grow at the expense of the other variants, leading to the macroscopic shape change of the sample, namely MFIS. Ideally, with the magnetic field increasing to a certain critical value, all martensitic variants align themselves along the magnetic field direction and the MFIS reaches its maximum value. The schematic illustration of the rearrangement of martensitic variants under a magnetic field is shown in Fig. 1234. In fact, the rearrangement of the martensitic variants under an applied magnetic field has already been directly observed by optical observations [123]. It should be noted that the macroscopic shape change remains even after the magnetic field is removed.

Thus, alternating magnetic field direction or simultaneous application of external stress and magnetic fields is needed to obtain reversible MFIS in such FSMAs [32,[START_REF] Vasil'ev | Shape memory ferromagnets[END_REF]. 

Theoretical and observed values of MFIS

The theoretical maximum MFIS in Ni-Mn-Ga FSMAs corresponds to the macroscopic shape change during the reorientation from one single variant to another whose easy axis of magnetization is orthogonal to the easy axis of the initial variant. Thus, it can be given as a function of lattice parameters as follows:

0 1 C C C C C a c c a a ε - = = - (1-7)
where a C and c C are the lattice parameters of the martensite expressed with respect to the cubic coordinate system of the parent phase. In the modulated structures, the theoretical maximum strains for 5M and 7M martensites are ~6% and ~10%, respectively, while the theoretical maximum MFIS for NM martensite is as large as 20%. As the lattice parameters in Eq. (1-7) vary with temperature and chemical composition of Ni-Mn-Ga alloys, the maximum MFIS is also temperature dependent and composition dependent. So far, the theoretical maximum strains of ~6% and ~10% in 5M and 7M martensites have already been experimentally achieved in single crystals with a single variant by Murray et al. [START_REF] Murray | 6% magnetic-field-induced strain by twin-boundary motion in ferromagnetic Ni-Mn-Ga[END_REF] and Sozinov et al. [5], respectively. However, only negligible MFIS has been observed in NM martensite [START_REF] Sozinov | Magnetic and magnetomechanical properties of Ni-Mn-Ga alloys with easy axis and easy plane of magnetization[END_REF][START_REF] Sozinov | Crystal structures and magnetic anisotropy properties of Ni-Mn-Ga martensitic phases with giant magnetic-field-induced strain[END_REF], regardless of the large theoretical maximum MFIS in this type of martensite. This is thought to be due to the fact that the magnetic-field-induced stress in the employed alloys is much lower than the twinning stress [START_REF] Sozinov | Magnetic and magnetomechanical properties of Ni-Mn-Ga alloys with easy axis and easy plane of magnetization[END_REF][START_REF] Sozinov | Crystal structures and magnetic anisotropy properties of Ni-Mn-Ga martensitic phases with giant magnetic-field-induced strain[END_REF]. The experimental data on the observed MFIS ( obs ε ) in different types of martensites, together with the magnetic-field-induced stress ( mag σ ), the twinning stress ( tw σ ) and the theoretical maximum

MFIS ( 0 ε ) is summarized in Table 1-1.
Although large MFIS has not been observed in NM martensite up to now, the NM martensite has many advantages: (i) the theoretical maximum MFIS of the NM martensite is as large as 20%, so it has the great potential to exhibit very large MFIS; (ii) the NM martensite is the most stable one among the three types of martensites [START_REF] Sozinov | Magnetic and magnetomechanical properties of Ni-Mn-Ga alloys with easy axis and easy plane of magnetization[END_REF][START_REF] Martynov | The crystal structure of thermally-and stress-induced martensites in Ni 2 MnGa single crystals[END_REF][START_REF] Feng | Magnetic and structural transition of Ni 50+x Mn 25-x/2 Ga 25-x/2 (x=2-5) alloys[END_REF][START_REF] Enkovaara | Atomistic simulations of magnetic shape memory alloys[END_REF]; (iii) the NM martensite can exist in a wide temperature range, both at high temperatures above Curie temperature as a first martensite transformed directly from parent phase and at very low temperatures as an intermartensitic transformation product [32]; (iv) the NM martensite possesses the best chemical properties, such as corrosion resistance, among the three types of martensites [START_REF] Liu | Corrosion behavior of NiMnGa shape-memory alloy[END_REF][START_REF] Liu | On the corrosion of non-stoichiometric martensitic Ni-Mn-Ga alloys[END_REF]; (v) the ductility of the NM martensite is better compared with that of the 5M and 7M martensites. Therefore, how to achieve large MFIS in the NM martensite will undoubtedly be a hot topic in the future. In order to obtain large MFIS, the magnetic anisotropy and consequently the magnetic-field-induced stress should be increased, and/or the twinning stress should be decreased. Two possible ways to achieve these goals are (i) training the alloys by proper heat treatments, mechanical loading, or magnetization process and (ii) modifying the properties of the alloys by alloying with a fourth element. In addition to be FSMAs, the NM martensite with high martensitic transformation temperatures can also be used as promising high-temperature shape memory alloys activated by a thermal field, because of its low cost and good thermal stability [26,133,134]. Hence, investigations on various properties of the NM martensite are quite necessary.

Furthermore, large MFIS is only observed in single crystals with a single variant. The observed MFIS in polycrystalline Ni-Mn-Ga samples is very small [135,136]. However, from the application point of view, the polycrystals are more promising because of their easy fabrication process and low cost. Thus, the improvement of MFIS in Ni-Mn-Ga polycrystals by exploring novel fabrication processes and proper heat treatments is of great significance to the practical application of these FSMAs.

Microstructure of Ni-Mn-Ga alloys

As is well known, the performances of the FSMAs, especially the MSME and mechanical behaviors, are strongly dependent on the microstructure of these alloys, so it is very important to have a good understanding of the detailed microstructural characteristics of these FSMAs.

Nevertheless, there are only scattered investigations on the microstructure of Ni-Mn-Ga alloys up to now. They found that the spark-eroded Ni-Mn-Ga particles are predominantly micrometer-sized particles; those obtained in liquid argon are solid whereas those obtained in liquid nitrogen are primarily hollow. SEM and TEM investigations revealed the 5M twinned microstructure of annealed particles. The microstructure of the annealed Ni-Mn-Ga spark-eroded particles is found to be similar to that of single crystalline Ni-Mn-Ga with identical chemical composition

[141].
The evolution of twin microstructure with increasing magnetic field in a Ni-Mn-Ga single crystal was investigated by James et al. [11,142]. The volume fraction of one variant increases at the expense of that of the other as the magnetic field increases [11,142], which confirms the mechanism that accounts for the MSME, namely the rearrangement of martensitic variants under external magnetic fields. Glavatska et al. [143] studied the time evolution of two martensitic variants in a single crystal under a static field of 0.3T, which is substantially smaller than the saturation field, during the time period of 0.37h and 17. In spite of the investigations reviewed above, the detailed information on the fine martensitic microstructure is still lacking. As a matter of fact, full information on microstructure, including variant selection, twin boundary characteristics, relative amounts of different twin variants and the thickness distribution of the martensitic twins is of vital importance to the microstructure control which will facilitate the improvement of the functional performances of the FSMAs. Thus, a systematic study on the microstructural characteristics and their correlation with the MSME in Ni-Mn-Ga alloys is greatly needed.

Crystallography of Ni-Mn-Ga alloys

Crystallographic texture

Compared with single crystals, the polycrystalline Ni-Mn-Ga alloys are more promising for practical applications because they are economic and easy to produce, but the MFIS in the polycrystalline alloys is relatively small. The improvement of the MSME in polycrystalline

Ni-Mn-Ga alloys is very important. It is well known that the MSME in Ni-Mn-Ga alloys is attributed to the rearrangement of the martensitic variants through boundary motion under applied magnetic fields. Thus the MFIS in polycrystalline alloys is strongly dependent on the orientations of both the parent austenite and martensitic variants. The enhancement of preferred grain orientation (crystallographic texture) in the polycrystalline FSMAs undoubtedly benefits the improvement of their MSME. Shu et al. [149] and Thamburaja et al.

[150] studied the influence of texture on the thermally controlled shape memory effect in polycrystalline shape memory alloys, which confirmed that the texture indeed plays an important role in improving the shape memory effect. Therefore it is of vital importance to explore some novel fabrication processes to enhance the crystallographic texture and systematically characterize the texture in the polycrystalline FSMAs. Unfortunately, the investigations on these aspects are very scarce; especially there is no systematic characterization on the texture in Ni-Mn-Ga FSMAs.

The crystallographic texture in polycrystalline Ni-Mn-Ga alloys can be obtained by alloy with a 7M martensitic structure at room temperature was studied by Gaitzsch et al. [151].

By using an X-ray diffraction texture device, a [100] C fiber texture along the solidification direction is detected. Nevertheless, as stated by the authors, the X-ray penetration depth is only some 100μm in the method they used, so complete volume information is not obtainable via XRD texture measurements [151]. Rao et al. [140] performed an investigation on the melt-spun Ni-Mn-Ga ribbons and they suggested that there exist some preferred orientations in the ribbons, merely by comparing the XRD patterns. Despite the great brittleness of the bulk polycrystalline Ni-Mn-Ga alloys at room temperature, hot deformation on Ni-Mn-Ga polycrystalline ingots in special metallic cans was successfully conducted by Besseghini et al.

[152]. However, no texture analysis was performed in their study [152]. In addition to the three techniques mentioned above, deposition has also been used to fabricate textured Ni-Mn-Ga thin films, but the texture in the thin films was only qualitatively studied by analyzing the XRD patterns of the films [153-155].

So far, no systematic investigation has been devoted to the characterization of the textures in Ni-Mn-Ga FSMAs. This is partly due to the difficulty of measuring the textures in the coarse-grained Ni-Mn-Ga alloys by the traditional XRD technique. Owing to the high penetration of neutron beam and the large difference in the neutron scattering factors for Ni, Mn and Ga atoms, neutron diffraction technique can be an ideal tool for characterizing the textures in this alloy system. For the sake of practical applications of the Ni-Mn-Ga FSMAs, the exploration of novel processes to develop textures in polycrystalline alloys, the systematic characterization of the textures by neutron diffraction technique and the investigation on the correlation between textures and MSME in FSMAs have become imperative.

Orientation relationships

Generally, during the solid state phase transformation, the high temperature parent phase transforms into the inherited product phase during cooling, with a specific orientation relationship between the two phases. The specific orientation relationship in Ni-Mn-Ga alloys will provide a great deal of information for a better understanding of the mechanism of martensitic transformation and thus be useful for the enhancement of MSME in these alloys.

However, due to the fast and complete martensitic transformation in Ni-Mn-Ga alloys, it is difficult to obtain a mixed microstructure consisting of austenite and martensite, making it not possible to directly determine the orientation relationship between the two phases.

Consequently, there is no report on the orientation relationship between the austenite and martensite in Ni-Mn-Ga alloys up to now. The investigation on the orientation relationship between the parent and product phases by using indirect methods is greatly needed.

On the other hand, clarification of the orientation relationship between the martensitic variants is quite helpful to understand the rearrangement of martensitic variants, which accounts for the MSME in the FSMAs. Nevertheless, there are only limited studies on the orientation relationship between the martensitic variants in Ni-Mn-Ga alloys. Han et al. [156, 157] investigated the orientation relationship between the martensitic variants in 5M and 7M martensites by TEM. It was found that there exists a twinning relationship between the variants in both 5M and 7M martensites. The twinning plane in the 5M martensite is {125} [156], while that in the 7M martensite is {127}[157] (it should be noted that these twinning planes are expressed with respect to the martensite coordinate system). The twinning relationship in the NM martensite is also reported and the twinning plane is found to be {110} C expressed in the cubic austenite coordinate system[158]. However, the twinning elements are not fully determined in those investigations [156][157][158]. Mogylnyy et al. [159] successfully determined the twinning mode in a Ni-Mn-Ga single crystal with 5M martensitic structure by X-ray diffraction methods, but one should keep in mind that X-ray diffraction analysis cannot be used for determining twinning relationship in polycrystalline alloys, as it is impossible to distinguish the diffraction data from the neighboring twins.

The information on the twinning relationship and the orientation relationship between austenite and martensite in Ni-Mn-Ga alloys is still lacking, partly because of the limitations of the conventional characterization techniques. Fortunately, recent development of the EBSD technique linked with high-resolution SEM equipped with a field emission gun provides a strong tool for local orientation analysis in polycrystalline materials. Actually, the systematic study on the martensitic transformation crystallography, especially the twinning relationship between martensitic variants and the orientation relationship between austenite and martensite, by using EBSD technique, is of fundamental importance to the development of high-performance FSMAs with optimal properties.

Mechanical properties of Ni-Mn-Ga alloys

Due to the brittleness of the Ni-Mn-Ga alloys, most of the investigations on mechanical behaviors are focused on the compressive properties of these alloys. Among these investigations, many of them only studied the stress-strain behavior in the stress region needed for the twin boundary motion [32,[START_REF] Sozinov | Effect of crystal structure on magnetic-field-induced strain in Ni-Mn-Ga[END_REF]131,132], while only limited studies were devoted to the compressive properties in the whole stress region [133]. The schematic illustration of the compressive stress-strain curve of Ni-Mn-Ga single crystals is shown in Fig. 12345. The Ni-Mn-Ga single crystal with the initial microstructure consisting of self-accommodated multivariants is compressed under an applied uniaxial stress.

As the stress increases, there is a region of elastic deformation of the multivariants (region ( 1))

where the strain increases linearly with stress. At a critical stress level, cr σ , the martensitic twin boundaries become mobile and the reorientation of martensitic variants (i.e. detwinning) starts. As these twin boundaries can be easily moved, the slope of this region (region (2)) is very small and generally there appears a characteristic stress plateau in the stress-strain curve.

The material is undergoing an apparent plastic deformation in this region. However, this plastic deformation due to the twin boundary motion can be recovered by applying proper stress and/or magnetic fields, or by heating the sample to the temperature above its martensitic transformation temperature (i.e by reverse transformation). After the completion of detwinning, the elastic deformation of the fully reoriented variant begins. The slope of the stress-strain curve in this region (region (3)) increases and becomes much larger than that in region (2). Eventually, when a limiting value of strain is reached, slip begins to occur and the material deforms plastically. The plastic strain in this region (region ( 4)) is permanent and cannot be recovered. Thus, there are two distinct yield points in the stress-strain curve. The first occurs just before twin boundary motion is activated and the second occurs at the onset of slip long after the material has been completely detwinned.

Xu et al.

[133] investigated the room temperature compressive properties of the Ni 54 Mn 25 Ga 21 single crystal with M s ~533K. The compressive strain is as large as 20.5% and the compressive strength reaches 845MPa. The four regions in the stress-strain curve of single crystals (Fig. 12345) were clearly observed. A stress plateau at the critical stress level cr σ ~100MPa is apparent [133]. After a plastic deformation in the detwinning region with a strain less than 6%, the sample was heated to 673K followed by cooling and the complete recovery of the plastic strain was observed [133].

Different from the stress-strain curve of single crystals in Fig. 12345, the four regions cannot be separated in the stress-strain curve of polycrystalline alloys. In addition, the compressive strength and strain of polycrystalline alloys are lower than those in single crystals. Tsuchiya et al. [160] found that the fracture strain in the polycrystalline Ni 49.6 Mn 26.0 Ga 24.4 alloy with a parent phase at room temperature is only about 2% and the compressive strength is around 200MPa. With the addition of a small amount of Nd, the fracture strain is raised to 6% [160].

Li et al. In spite of the great efforts that have been devoted to the investigations on the mechanical properties of Ni-Mn-Ga alloys, there are still many issues unresolved. For example, the fracture mechanism of the Ni-Mn-Ga alloys is not yet well understood. Moreover, the influence of fabrication process and heat treatment on the mechanical behavior is not clear.

Further in-depth investigations on these aspects are quite necessary for the improvement of the mechanical properties of these alloys.

Alloying of Ni-Mn-Ga alloys

Although Ni-Mn-Ga FSMAs have a lot of merits (as mentioned in Section 1), they also have some problems for practical applications. The Curie temperature of Ni-Mn-Ga alloys is around 370K, which is not high enough for some applications. The twinning stress of the alloys showing NM martensitic structure is too high and consequently large MFIS has not been observed in these alloys heretofore. On the other hand, the martensitic transformation temperatures of the alloys that show 5M and 7M martensitic structures and display large MFIS are generally too low for practical applications. Another problem, perhaps the most important, is the high brittleness of Ni-Mn-Ga alloys [164]. In recent years, great efforts have been devoted to the modification of the properties of these alloys and it is found that alloying can be an effective way to overcome some of these problems.

The effect of substitution of Fe for Ni or Mn on the martensitic transformation temperature, Curie temperature, MFIS and mechanical behaviors has been investigated by several groups [165-171]. Kikuchi et al. [165] found that by substituting a small amount of Mn with Fe, the martensitic transformation temperature decreases linearly with Fe content. This is due to the fact that Fe stabilizes the parent austenitic phase and makes transition to the martensitic state more unlikely. The Curie temperature increases with Fe content because doping with Fe leads to a stronger exchange interaction between the electron spins [165].

After a systematic study on the alloys with Fe additions up to 11.6%, Koho et al. [166] found that the martensitic phases formed depend on the e/a ratio in the same way as in ternary

Ni-Mn-Ga alloys. Liu et al. [167] found that when Fe substitutes Mn, the lattice parameter of the parent phase and the magnetic moment of martensite decrease, due to the smaller magnetic moment and atomic diameter of Fe, compared with Mn. Nevertheless, the reduction of magnetic moment does not impede the occurrence of large MFIS by variant rearrangement;

in the Ni 49.9 Mn 28.3 Ga 20.1 Fe 1.7 single crystal showing the 5M martensitic structure, Koho et al.

[166] found a very good MFIS of 5.5%. Moreover, the doping with Fe is reported to enlarge the temperature interval where good MFIS takes place. A maximum strain of 1.15% is obtained at 290K in a Ni 52 Mn 16 Fe 8 Ga 24 alloy and it is still 0.75% at 170K; for the corresponding ternary alloy, the MFIS has already dropped to 0. Although achievements have been made on the modification of the properties of Ni-Mn-Ga alloys by alloying, the MFIS observed in the alloyed quaternary alloys is clearly lower than that in ternary Ni-Mn-Ga alloys. Overcoming the problems of Ni-Mn-Ga alloys without degrading their MSME is of great importance to the development of high-performance FSMAs with large MSME, high martensitic transformation temperature, high Curie temperature, and high ductility.

Significance and contents of the present work

During the past decade, extensive investigations have been devoted to various aspects of Ni-Mn-Ga alloys. However, as Ni-Mn-Ga FSMAs are a relatively new class of materials, many fundamental issues are still largely unexplored. The information on the crystal structure of these alloys is still lacking and some controversial results have been obtained arising from the limitations of the characterization techniques. Due to the complexity of transformation pathways and the interaction between the magnetic and structural transformations in these alloys, the intrinsic mechanism that governs the phase transformation in these alloys is still (2) Examine in detail the microstructural characteristics of the martensite and study the martensitic transformation crystallography in Ni-Mn-Ga alloys by using EBSD technique.

Perform theoretical calculations by using crystallographic phenomenological theory to quantitatively explain the crystallographic features during martensitic transformation.

Enrich the crystallographic data of these newly developed ferromagnetic shape memory alloys.

(3) Develop fabrication processes to obtain textures in polycrystalline Ni-Mn-Ga alloys for possible enhancement of the magnetic shape memory effect in the polycrystalline alloys.

Characterize the textures by neutron diffraction technique. Investigate the correlation between texture evolution and macroscopic shape memory effect in the Ni-Mn-Ga based alloys.

(4) Study the effect of alloying with Co element on the materials properties of the Ni-Mn-Ga alloys, aiming at developing new promising ferromagnetic shape memory alloys with optimal properties.

The purpose of the present work is to reveal the fundamental issues of Ni-Mn-Ga alloys;

enrich the existing data on crystal structure, crystallography and mechanical behaviors and discover new phenomena in this alloy system; lay a solid foundation for the improvement of the performances of the present Ni-Mn-Ga alloys and for the design of new promising ferromagnetic shape memory alloys.

Introduction

As a kind of newly developed materials, Ni-Mn-Ga FSMAs have many fundamental issues remaining unclear. This has significantly impeded the improvement of the functional performances of these alloys. Full information on crystal structure of these alloys serves as the foundation for further crystallographic analysis and is of great fundamental importance to the design of high-performance FSMAs with optimal properties. However, the detailed information on crystal structure of these alloys, such as space group and atomic positions, is still lacking. Precise determination of the crystal structure of parent phase and martensite in Ni-Mn-Ga alloys with different chemical composition is greatly needed. On the other hand, the phase transformation of Ni-Mn-Ga alloys, which is closely related to their MSME, is still not well understood up to now. In situ neutron diffraction study on the phase transformation process in these alloys is quite necessary.

In this chapter, the crystal structures as a function of temperature in two Ni-Mn-Ga alloys The ferromagnetic shape-memory alloys (FSMAs) with the chemical composition close to the stoichiometric compound Ni 2 MnGa have received great interest during the past several years due to the shape memory effect driven by magnetic fields. The magnetic shape memory effect is caused by the rearrangements of some martensitic variants or the movements of favorably orientated variants in applied magnetic fields. 1,2 Although many studies have been carried out on microstructures and on the strain response to various applied magnetic fields in these Ni 2 MnGa alloys, 1-5 many fundamental issues still remain to be answered, including the space group and magnetic structure of the low-temperature phase. Some controversial results have been resolved from earlier investigations by the x-ray diffraction due to the similar x-ray scattering factors for Ni, Mn, and Ga atoms. 3,6,7 Webster et al. 8 reported the crystal structure and lattice parameters of the stoichiometric Ni 2 MnGa investigated by the neutron scattering technique, however, the space group of the martensitic phase was not determined as it is influenced by many martensitic variants in the single crystal. Brown et al. 9 systematically studied the crystal structures of the stoichiometric Ni 2 MnGa alloy with the Curie temperature, T c , higher than the martensitic transformation temperature, M s , at different temperatures ranging from 20 to 400 K, but not for some off-stoichiometric Ni-Mn-Ga alloys. Some different crystal structures of (modulated and nonmodulated) martensite have already been found in the Ni-Mn-Ga alloy system, highly sensitive to the chemical compositions or the martensitic transformation temperature. 10 It was also known that the sequence of structural transformation in the FSMAs is closely related to the phonon soft mode during phase transformation, intermediated by the interaction between the temperature-dependent magnetic order and the chemical-or mechanical-force-induced multiscaled structural defects. Thus, investigations of the phase transformation by neutron scattering technique in the off-stoichiometric Ni 2 MnGa with T c lower than or close to M s could show some different transformation behaviors due to a change of magnetic structure in martensite and will answer the critical issue as to whether there exists a pretransformation phenomenon. In the present letter, we report the crystal structures, lattice parameters, and magnetic structures as a function of various temperatures from 20 K to 473 K in the Ni 53 Mn 25 Ga 22 alloy. We found that the phase transformation process in a Ni 53 Mn 25 Ga 22 alloy is completely different from previous investigations on the stoichiometric Ni 2 MnGa alloy. 9 The present results will provide a direct experimental input for some theoretical models to elucidate the different sequence of structural transformation and different crystal structure of martensite in the Ni-Mn-Ga alloy system, still mysterious in solid-state physics and materials science.

A 100 g button ingot of Ni 53 Mn 25 Ga 22 (at. %) was prepared by repeated melting of the constituent elements, Ni, Mn, and Ga, of 3N high purity in an arc furnace protected under an argon atmosphere. The ingot was then crushed into powder with a particle size of about 200 μm, which was used for determining phase transformation temperatures and crystal structures.

The Curie temperature T c for this alloy is 380 K, which was determined by a vibrating sample CCR/furnace attached on SLAD. Both crystal structure and magnetic structure were refined from the whole diffraction profiles by the Fullprof Rietveld method. 12,13 The observed and calculated neutron diffraction patterns of Ni 53 Mn 25 Ga 22 at room temperature are illustrated in Fig. 1. The profile refinement of the diffracted intensities suggests a tetragonal I4/mmm-symmetric structure with a=3.865 Å and c=6.596 Å. Ni atoms occupy 4d (0,0.5,0.25) positions, while Mn and Ga atoms occupy 2b (0,0,0.5) and 2a (0,0,0) positions, respectively. Wedel et al. 3 reported the same structure in their work, but they determined the structure from only a few peaks in the x-ray diffraction pattern, which only provides limited information. 9 This is attributed to the fact that the phonon softening and soft mode condensation-in a premartensitic phase prior to the martensitic transformation-occur in stoichiometric Ni 2 MnGa with M s about 200 K, but the softening process is inhibited by the martensitic transformation occurring before in the Ni-Mn-Ga alloys with a higher M s temperature. 10,14 Therefore, the Ni 53 Mn 25 Ga 22 alloy does not undergo any premartensitic transformation with modulated structure, but experiences an intermartensitic transformation instead.

One unique feature with neutron scattering is that it reveals the magnetic structure, which cannot be studied by x-ray diffraction. For comparison, the data were refined both with and without magnetic structure. The magnetic structure at 20 K, obtained as the difference between the calculated patterns with and without magnetic structure, is shown in Fig. 3. The influence of magnetic structure on the first two low-angle Bragg peaks was clearly observed.

The magnetic structures at 100 K, 150 K, 200 K, 250 K, 273 K, and 293 K were also obtained, as illustrated in the inset of Fig. 3. The results show that magnetic structure of Ni 53 Mn 25 Ga 22 becomes weaker as the temperature increases, which is due to the decreasing magnetic order.

We also tried to refine the data collected at 403 K with magnetic structure, but it shows that the influence of magnetic structure is negligible, attributed to the magnetic disorder (paramagnetic structure) at this temperature, in agreement with the magnetic measurement. It should be noted that the decreasing magnitude of the Mn moment with increasing temperature was also observed in the refinements, confirming that the magnetic structure weakens with increasing temperature. The inset shows the magnetic structure evolution as temperature increases.

Our above tentative experimental investigation of magnetic structure as a function of temperature provides unambiguous evidence that the changes of magnetic structure are closely related to the intermartensitic transformation for Ni 53 Mn 25 Ga 22 . The present authors believed that the difference in the sequences of structural transformation for Ni 2 MnGa and Ni 53 Mn 25 Ga 22 is due to the difference between T c and M s , rather than just M s . 10 While T c is higher than M s , pretransformation may occur in the austenite, as observed for the stoichiometric Ni 2 MnGa reported previously. 9 While T c is lower than or close to M s , pretransformation occurs in martensite, as observed for the present composition. Finally, we hope that this finding will provide some fundamental experimental data for the prediction of the detailed nonmodulated or modulated crystal structure in martensite and for establishing theory on the kinetics and dynamics of martensitic transformation in the Ni-Mn-Ga FSMAs.

In 

I. INTRODUCTION

Ni-Mn-Ga ferromagnetic shape memory alloys (FSMAs) with a chemical composition close to stoichiometric Ni 2 MnGa compound prove to be promising materials as potential candidates for magnetic-field-driven actuators and sensors (Sozinov et al., 2002;Murray et al., 2000). Although intensive studies have been carried out on many aspects in the Ni-Mn-Ga alloy system (Sozinov et Lattice parameters and their temperature dependencies can be used to understand martensitic transformation and the related phenomena in the FSMAs. Also, the lattice parameters for the austenite and martensite can also be used to determine theoretical maximum output of magnetic shape memory effect. Our results on crystal structure and its change as a function of temperature may offer useful information for verifying theories and establishing numerical models to elucidate functional behaviors in the Ni-Mn-Ga FSMAs. 

III. RESULTS AND DISCUSSION

Introduction

Ferromagnetic shape memory alloys (FSMAs) display a shape memory effect actuated by an applied magnetic field, rather than the slow shape change induced by a thermal field as in the case of conventional shape memory alloys such as NiTi, Fe-Mn-Si and Cu-Al-Mn, thereby combining the advantages of both large output strain and short reaction time. Among information on the martensitic phase that will facilitate related studies of these materials.

Experimental

The polycrystalline 53 at.%Ni-25 at.%Mn-22 at.%Ga ingot was prepared by repeated melting of the high-purity constituent elements of Ni, Mn and Ga in an arc furnace, protected under an argon atmosphere. The phase transformation temperatures and the crystal structure were determined by differential scanning calorimetry (DSC) and neutron powder diffraction, respectively. The sample for the EBSD measurement was firstly mechanically polished and then electrolytically polished. The orientation analysis was performed with a Jeol JSM 6500 F scanning electron microscope equipped with Channel 5 software (HKL Technology, Denmark). The 'beam controlled' mode was applied with a step size of 50 nm.

Results and discussion

DSC measurements demonstrate that the martensitic transformation start temperature, M s , and finish temperature, M f , are 386 and 368 K, respectively, and the austenitic transformation given in Table 1. It is seen that there are eight sets of equivalent misorientations, each set being defined by a misorientation angle ω , and the eight corresponding rotation axes, equivalent through the rotation point symmetry group. In fact, the minimum misorientation angle of each pair of lamellae is 82-85° (with a mean value of 83°) around <110> axes. The variation of the misorientation angle by several degrees can be attributed to the inhomogeneous stress in the arc-melted sample. Table 1 The misorientation angles and rotation axes between the two variants in the square of Fig. 1

, and the corresponding sample coordinates. The orientation data in the square are taken as an example for misorientation calculation (Table 1) and pole-figure construction (Figs. 3 and4).

Clarification of the special orientation relationship, or twinning relationship, between two neighbouring lamellae offers useful information to obtain a better understanding of the martensitic transformation behaviour and variant selection rule for this new shape memory alloy. From the eight sets of equivalent misorientations given in Table 1, there are two sets of nearly 180° rotations around two families of equivalent axes (the deviation of misorientation angle by several degrees from 180° can be attributed to the internal stress in the sample). The Miller indices in the tetragonal system for the two 180° rotation axes are <45. 10 Kelly & Groves, 1970), if there are two 180° rotations around two rational axes and the planes normal to the rotation axes are also rational, the two crystals have a twin relationship and the twin is a compound twin, with one rotation axis being the twinning direction η 1 and the other being the normal of the twinning plane K 1 . Hence there are two possibilities: (i) K 1 = {112}, In compound twins, all four twinning elements, K 1 , K 2 (the conjugate twinning plane), η 1 and η 2 (the conjugate twinning direction) should be rational (Christian & Mahajan, 1995).

According to the methods of analyzing twinning elements used by Kishida et al. (2004, 2005), the normal of K 2 must be close to η 1 for the twinning shear to be realistically small and have low and rational indices [START_REF] Cahn | [END_REF]. The most reasonable choice of K 2 is then found to be (11 2 ), the normal of which is 10.7° away from η 1 . The plane of shear P containing η 1 and the normals of K 1 and K 2 , can thus be determined to be (110), and η 2 , the intersection of K 2 and P, is [111]. The magnitude of shear, s, can then be calculated as follows:

2 2 cot tan s θ θ = = , ( 1 
)
where θ is the acute angle between K 1 and K 2 . In the case of the present study, the magnitude of shear, s, is calculated to be 0.379. It is worth noting that, if {113} is chosen as K 1 , the amount of shear obtained from similar calculations would be larger than of the present value (i.e. 0.438). This gives another reason to exclude the second possibility mentioned above. The twinning elements in the observed twin variants are finally summarized as By a simple rotation of the {112} pole figure in Fig. 3(a), it is possible to bring the common (112) poles shared by the two martensitic variants to the outer circle. This is obtained by a rotation of the common (112) poles along the radius running through these common poles, so that the final orientation of the common (112) planes is vertical, as seen in In order to study the intrinsic nature of the twin interfaces in great detail, direct observations by transmission electron microscopy (TEM) are still needed.

K 1 = {112}, K 2 = {11 2 }, η 1 = <111>, η 2 = <111>, P = {110}, s =0.379.
The crystallographic information on this new kind of material is insufficient. The present study enriches the crystallographic data of the Ni-Mn-Ga alloy system and may provide direct input for orientation determinations related to the phase transformations. Moreover, the individual grain orientations from EBSD measurements can be helpful for texture simulations using advanced techniques (Blendell et al., 1999). These fundamental aspects will be of great importance for understanding the MSME in Ni-Mn-Ga FSMAs and may further be useful for the enhancement of this effect. 

Conclusions

The microstructure and twinning relationship of the non-modulated 53 at.%Ni-25 at.%Mn-22 at.%Ga shape memory alloy were characterized by FE-SEM/EBSD, with the help of accurate crystal structure data from neutron powder diffraction. The results can be summarized as follows.

(i) In 53 at.%Ni-25 at.%Mn-22 at.%Ga alloy, there are only two martensitic variants with twin relationships existing in each initial austenite grain. All observed martensitic twins are found to be compound twins and the twinning elements are determined as: K 1 = {112}, K 2 = {11 2 }, η 1 = <111>, η 2 = <111>, P = {110} and s =0.379.

The neighbouring twin variants have a minimum misorientation angle of ~83° around the <110> axis.

(ii) The twin interfaces between the neighbouring variants are coherent on the {112} planes, which can be attributed to the minimization of interfacial energy.

APPENDIX A Misorientation calculation

The misorientation between two crystals is defined by sets of rotations from one of the symmetrically equivalent coordinate systems of one crystal to another equivalent coordinate system of the other crystal.

The orientation g of a crystal with Euler angles ( )

Φ in Bunge's convention can be described by a rotation matrix [START_REF] Bunge | Texture Analysis in Materials Science -Mathematical Methods[END_REF] which transforms the sample coordinate system into the crystal coordinate system. Owing to the crystal symmetry, one orientation g 1 has eight equivalent orientations in the tetragonal system, expressed by S i g 1 , where S i is the generic element of the tetragonal rotation symmetry group. For convenience, the eight rotation elements of tetragonal symmetry are listed in Table 2, which can be of great importance for orientation calculations.

The misorientation between two variants is expressed by Δg:

ΔgS i g 1 = S j g 2 , orΔg = S j g 2 g 1 -1 S i -1 . ( 2 
)
If we denote 

⎛ ⎞ ⎜ = ⎜ ⎜ ⎟ ⎝ ⎠ Δg ⎟ ⎟ , (3) 
then, according to analytical methods [START_REF] Bunge | Texture Analysis in Materials Science -Mathematical Methods[END_REF] 

ω ω ω - - - ⎛ ⎞ = ⎜ ⎟ ⎝ ⎠ (5) 
where d 1 , d 2 and d 3 are the coordinates of the rotation axis in the orthonormal crystal coordinate system.

According to the definition mentioned above and considering the equivalent orientations by symmetry, there are 64 possible misorientations between two variants in the tetragonal crystals, which are finally reduced into eight sets of misorientation angles and axes. In each set, there is one misorientation angle with a family of eight equivalent rotation axes. An example is given in Table 1. Conventionally, the minimum misorientation angle with its rotation axes is used to represent the misorientation between two crystals. 1 xyz 0, 0, 0 4 0, 0, z
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Conventional shape memory alloys (SMAs) can generate large displacements or forces via thermoelastic martensitic transformation for intelligent micro-electro-mechanical systems (MEMS), such as sensors and actuators. However, these SMAs have a slow dynamic response because their actuation is induced by a thermal field. Ferromagnetic SMAs (FSMAs) display a shape memory effect (SME) actuated by an applied magnetic field [1][2][3][4][5][6], combining the advantages of both large output strain and short reaction time, and thus show promise for practical applications. Among such FSMAs, Ni-Mn-Ga alloys with a composition close to the stoichiometric compound Ni 2 MnGa have attracted much attention because of their high performance which can provide magnetic-field-induced strain that is an order of magnitude higher than that found for magnetostrictive materials [2,7,8]. In recent years, extensive studies have been performed on many aspects of the Ni-Mn-Ga alloys, such as crystal structure [9,10], phase transformation [11,12], magnetic-field-induced strain [2,7,8], magnetic properties [13], mechanical behavior [14,15] and the effects of magnetic fields on martensitic transformation [16,17]. Nevertheless, many fundamental issues concerning these newly developed materials still remain unclear, and these gaps in knowledge are a great hindrance to developing alloys with much larger SMEs. We have previously investigated the twinning relationship in a cast Ni-Mn-Ga alloy and unambiguously determined the twinning elements [18]. However, the orientation relationship (OR) between the austenite and martensite has not been reported up to now. Moreover, detailed information on the microstructure, such as twin variant selection, relative amount of differently oriented twins and twin thickness distribution, is still not available. Insight into these aspects is of both theoretical significance and practical interest. In fact, full understanding of the correlation between the microstructure and crystallography of martensitic variants and the OR between parent austenite and product martensite that governs the martensitic transformation is fundamental to the development of high-performance FSMAs with large SMEs, high ductility and good stability during cyclic treatments. This is the motivation of our work.

In the present study, the crystallographic and microstructural characteristics of martensitic variants in Ni 53 Mn 25 Ga 22 alloy were investigated by means of electron backscattered diffraction (EBSD) in a high-resolution scanning electron microscope equipped with a field emission gun (FE-SEM). The twin interface plane and the OR between austenite and martensite were unambiguously determined. Crystallographic phenomenological theory was employed to quantitatively explain the crystallographic features during the martensitic transformation. This study should enrich the crystallographic information of the martensitic transformation process in FSMAs and facilitate further investigations to improve the SME in these alloys.

Experimental procedure 2.1. Material preparation

A 100 g button ingot of Ni 53 Mn 25 Ga 22 (at.%) was prepared by repeated melting of the high-purity constituent elements under an argon atmosphere in an arc furnace. Parts of the ingot were then crushed into fine powder to determine the phase transformation temperatures and crystal structure. The phase transformation temperatures and crystal structure were determined by differential scanning calorimetry (DSC) and neutron powder diffraction [9].

DSC measurements demonstrate that the martensitic transformation start temperature (M s )

and finish temperature (M f ) are 386 K and 368 K, respectively, and the austenitic transformation start temperature (A s ) and finish temperature (A f ) are 408 K and 424 K, respectively.

Samples of 10×2×2mm 3 were cut out from the ingot for subsequent heat treatment. They were first annealed at 1073 K for 4 h to homogenize the microstructure in the austenite state, and then cooled to 473 K (above M s ) at ~4 K min -1 and isothermally held for 30 min to further reduce the thermal stress introduced by cooling. After the second stage annealing, the samples were cooled at ~10 K min -1 to room temperature to allow austenite to transform into martensite.

Crystal structure information of austenite and martensite

Recent high-resolution neutron powder diffraction measurements on the Ni 53 Mn 25 Ga 22 alloy [9] showed that it has a non-modulated tetragonal martensitic structure at room temperature, with a =3.865 Å, c = 6.596 Å and c/a =1.707. The space group for this structure is I4/mmm (No. 139), with Ni atoms occupying 4d (0,0.5,0.25) Wyckoff sites while Mn and Ga atoms occupying 2b (0,0,0.5) and 2a (0,0,0) sites, respectively (Fig. 1a). Indeed, the precise determination of the crystal structure by neutron diffraction is crucial for the EBSD measurements, as X-ray diffraction cannot give detailed information on the crystal structure of Ni-Mn-Ga alloys due to the similar X-ray scattering factors for Ni, Mn and Ga atoms. The high temperature austenite phase in the Ni 2 MnGa-based alloys was confirmed by neutron diffraction to have a cubic L2 1 Heusler structure (space group 3 Fm m ), with lattice parameter a 0 = 5.840Å [19,20], as shown in Fig. 1b. Ni atoms occupy 8c (0.25,0.25,0.25) Wyckoff sites, while Mn and Ga atoms occupy 4b (0.5,0.5,0.5) and 4a (0,0,0) sites, respectively. atoms occupy, respectively, 4d (0, 0.5, 0.25), 2b (0, 0, 0.5) and 2a (0, 0, 0) Wyckoff sites in martensite, and 8c (0.25, 0.25, 0.25), 4b (0.5, 0.5, 0.5) and 4a (0, 0, 0) Wyckoff sites in austenite.

EBSD measurement

The microstructure and crystallographic orientation of transformed martensite were analyzed by EBSD. Before EBSD measurements, the samples were first mechanically and then electrolytically polished. The orientation analysis was performed on a JEOL JSM 6500F FE-SEM (angular resolution 0.5°), equipped with Channel 5 software (HKL Technology, Denmark) based on the above-mentioned crystal structure information. The 'beam-controlled' mode was applied with a step size of 30 nm for a fine scan in a small area, and with a step size of 200 nm for a quick scan to cover a large area.

Experimental and calculated results

Microstructure

The orientation map obtained from a fine scan of EBSD within an initial austenite grain is shown in Fig. 2a, in which the martensitic variants are colored according to their orientation.

It can be seen that there are only two martensitic variants, V A and V B , in this grain. The indexed Kikuchi patterns of the two variants V A and V B in Fig. 2a are illustrated in Fig. 2b and2c. It is notable that the patterns are well indexed according to the above-mentioned tetragonal structure, which confirms the reliability of the crystal structure information determined by high-resolution neutron powder diffraction [9]. 

B

In order to represent the global microstructure, we took an orientation map covering a large area (Fig. 3a). A typical lamellar martensitic microstructure can be clearly seen in each colony that represents the initial austenite grain. From the patterns colored according to the orientations of the variants, it can be confirmed that there are indeed only two martensitic variants distributed alternately in each initial austenite grain. The lamellar martensite appears in two kinds of morphologies: one with straight lamellae running through the whole austenite grain, and the other with bent or bifurcated lamellae (grain 4 in Fig. 3a). A misorientation of 4-7° can be found in the curved lamellae. This may be related to the presence in the large lamellae of small variants that are indetectable at the measurement resolution with the 200 nm step size. The straight martensitic lamellae might form at the beginning of the martensitic transformation and therefore could grow freely with low volume constraints; while the bent lamellae may form at a relatively late stage and thus their growth was confined by the surrounding hard martensite. 

OR between martensitic variants

The correlated misorientation angle distribution along the line AB drawn over the twin cluster in Fig. 3a is shown in Fig. 3b. It is evident that the orientations within one twin variant are almost homogeneous and the misorientation angle between the two neighboring twins is about 82°. Fig. 3c shows the distribution of the rotation axes in the crystal coordinate system, corresponding to the misorientation angles 80-85°. It can clearly be seen that the rotation axes are around <110> M (hereafter the subscripts M and A in the indices of the crystallographic planes and directions denote that the planes and directions are expressed in the tetragonal crystal coordinate system of martensite and the cubic crystal coordinate system of austenite, respectively). Therefore, the misorientations between the neighboring twins in Ni 53 Mn 25 Ga 22 alloy are 82° around the <110> M axis. Further calculations [18] were carried out to determine the OR between the martensitic variants. Results show that the two variants have a twinning relationship. They are compound twins with the twinning elements K 1 = {112}, K 2 = {11 2 }, η 1 = <111 >, η 2 = <111>, P = {11 0} and s = 0.379. These results are in good agreement with those found for the cast Ni 53 Mn 25 Ga 22 alloy [18].

Twin interface plane and relative amount of twins

The twin interface plane was determined by means of two-surface trace analysis [21,22].

Two perpendicular surfaces of the sample, in the macroscopic coordinate system, were employed. For each grain on the two perpendicular surfaces, the directions of the twin interface traces on both surfaces were determined. The normalized vector product of the unit vectors in the measured directions represents the normal of the twin interface plane expressed in the macroscopic coordinate system. With the twin orientations determined from EBSD measurements, the twin interface normal and thus the interface plane were calculated in the crystal coordinate system of each considered twin. Thus the mean twin interface plane is determined to be {0.399 0.383 0.833} M , which is 1.79°

away from {112} M plane in martensite. 

OR between austenite and martensite determined from measured orientations of martensite

During martensitic transformation, one initial austenite grain transforms into several differently orientated martensitic variants, and there generally exists a specific OR between the two phases. If the OR between austenite and martensite is assumed to be expressed by the matrix T, it is possible to construct the orientation of the austenite grain from the measured orientations of the martensitic variants [23,24]. In the case of the Ni 53 Mn 25 Ga 22 alloy used in this study, only two martensitic variants with tetragonal structure are obtained after transformation from an initial austenite grain with cubic structure. Here, we denote the rotations characterizing the orientations of the austenite grain and one of the martensitic variants as A g and M 1 g , and Bunge's convention is used to describe the symmetry operations and the rotations [25]. The following equation can be obtained:

A A M M i j S g = TS g 1 M 1
(1) or ( )

-1 A A M i j g = S TS g (2) 
where and 2. One can see that under the K-S and N-W ORs, the calculated austenite orientations have the smallest minimum misorientation angles (the pairs of common orientations calculated from variants E F under these two ORs are enclosed in the open squares in Fig. 6 for easy visualization), suggesting that the OR between austenite and martensite in the studied material could be K-S or N-W, or both. It should be noted that for the pairs of martensitic variants E F, G H, I J, K L, M N, Q R and S T that have straight boundaries between them, the minimum misorientation angle between the orientations of the austenite grain calculated according to K-S and N-W relationships are the same, with a value of 0.80-2.44°. However, for the martensitic variants O P with bent boundaries the minimum misorientation angle between the orientations calculated according to the K-S OR is slightly larger than that calculated according to N-W OR. The detailed distinction of the K-S and N-W ORs in terms of energy condition will be discussed in Section 5. 

Theoretical prediction of martensitic transformation crystallography by crystallographic phenomenological theory and comparison with experimental results

During the past few decades, the crystallographic phenomenological theory has been applied to the martensitic transformations in many alloy systems [21,[31][32][33][34]. The phenomenological theory proposed by Wechsler, Lieberman and Read (WLR theory) [21,35] is in particular applicable to the martensitic transformation from face-centered cubic (fcc) structure to body-centered tetragonal (bct) structure, with a product microstructure consisting of two twinned lamellar variants that have a fixed thickness ratio, which is the case of the present work. Moreover, it requires only the crystal structure and lattice parameters of the austenite and martensite as an input to obtain crystallographic information relating to the transformation process. According to the WLR theory, the total distortion that occurs during complete martensitic transformation can be treated as a pure Bain distortion to obtain the lattice change and a rigid body rotation to achieve an invariant plane (which is finally done by adjusting the amount of martensitic twins). The two twins are formed in the way that different cube axes of the austenite structure become the principal distortion axes along which extension occurs [35]. It should be noted that the reference system for all the following calculations is the cubic crystal coordinate system of the as-yet untransformed austenite.

Table 2 The minimum misorientation angle between the orientations of the austenite grain calculated from different pairs of martensitic variants labeled in Fig. 3a, according to the Bain, K-S, N-W and Assume that the relative amounts of twins V 1 produced by extension along the y axis of austenite and V 2 produced by extension along the x axis of austenite are (1x) and x, respectively. The total distortion E can be expressed as ( 1)

x x = - + 1 1 2 2 E Φ T Φ T , (3) 
where T 1 and T 2 are the Bain distortions, and and are the rotations for

V 1 Φ 2 Φ 1 and V 2 in
order to achieve an invariant plane. In the present case,

1 2 1 0 0 0 0 0 η η 0 η ⎛ ⎞ ⎜ ⎟ = ⎜ ⎟ ⎜ ⎟ ⎝ ⎠ 1 T and 2 2 1 1 0 0 0 0 0 η η 0 η ⎛ ⎞ ⎜ = ⎜ ⎜ ⎟ ⎝ ⎠ T ⎟ ⎟ , (4) 
where

1 0 2a a η = , 2 0 c a η = .
If the relative amount of each twin reaches a certain critical value, there exists a plane in the austenite such that no line in this plane changes in length when averaged over many lamellae of twins. Since this plane forms an interface between the austenite and martensite, the property that this plane does not rotate allows the determination of the total distortion [35].

Subsequently, the habit plane normal, the relative amount of twins, the magnitude and direction of macroscopic shear, the twinning plane and the OR between austenite and martensite can be determined. The concept that the interface between the two phases be one of zero average distortion serves as the foundation upon which this analysis is based [35].

The calculated habit plane, relative amount of twins, macroscopic shear magnitude, shear direction and shear angle, twinning plane and the misorientation angle and axis between the two variants are shown in Table 3. It should be noted that all the crystallographic planes and directions without specific subscript are expressed with respect to the cubic crystal coordinate system of the as-yet untransformed austenite. From Table 3, the theoretical ratio of the amounts of twins within one initial austenite grain, 1 x x -, is calculated to be 1.786. This theoretical value is plotted in Fig. 4b (dashed line) for easier comparison with the experimental values. One can see that the theoretical ratio of the amounts of twins is in reasonable agreement with the experimental values obtained from individual grains. In coherent twins, the twin interface plane is also the twinning plane. The mean twin interface plane was determined in Section 3.3 to be {0.399 0.383 0.833} M . In order to compare with the theoretical value, it is further expressed with respect to the cubic crystal coordinate of the untransformed austenite. For the twin V 1 , {0.399 0.383 0.833} M1 has the indices {0.665 0.747 -0.018} when expressed in the austenite coordinate system, which has a discrepancy of 1.13° from the theoretical value {0.687 0.726 -0.035} shown in Table 3. For V 2 , {0.399 0.383 0.833} M2 has the indices {-0.710 -0.703 0.021} (equivalent to {0.710 0.703 -0.021}) when expressed in the austenite coordinate system, which is 2.03° away from the theoretical value.

This suggests that the twinning plane calculated from the WLR theory is in good agreement with that determined by means of two-surface trace analysis. The good agreements of the theoretical predictions in the relative amounts of twins and the twinning plane with the experimental results suggest that the crystallographic information concerning the martensitic transformation (e.g. habit plane and transformation shear given in Table 3) that cannot be readily obtained from experimental determination is reliable. a The subscript M in the indices of the crystallographic directions denotes that the directions are expressed with respect to the tetragonal crystal coordinate system of martensite.

Based on the above calculated results, the OR between the initial austenite and the two martensitic variants expressed in matrices are obtained as follows:

0.7432 0.6584 0.1192 0.0784 0.0910 0.9927 0.6645 0.7472 0.0158

- ⎛ ⎞ ⎜ ⎟ = ⋅ ⎜ ⎟ ⎜ ⎟ - ⎝ ⎠ A M r r 1
for austenite and twin 

V 1 , (5) 
- - - ⎛ ⎞ ⎜ ⎟ = - - ⋅ ⎜ ⎟ ⎜ ⎟ - ⎝ ⎠ A M r r
for austenite and twin V 2 , (

where r Mi (i= 1,2) is the vector expressed with respect to the tetragonal crystal coordinate system of martensite, and r A is the same vector when expressed with respect to the cubic crystal coordinate system of the as-yet untransformed austenite. According to the calculated OR matrices in Eqs. ( 5) and ( 6), the misorientation between the two martensitic variants, expressed with a rotation angle and a rotation axis, is 79.31° around the <0.707 0.707 0.001> M axis (shown in Table 3), which also agrees well with the experimental results.

The OR between austenite and the respective two martensitic variants are further expressed in terms of parallel planes and directions for easy comparison with the K-S and N-W relationships obtained in Section 3.4: 

A M 1 A A M 2 
It can easily be seen that the above-predicted ORs are quite close to K-S and N-W, confirming that these two ORs are possible ORs governing the martensitic transformation in this material.

Discussion

The method used for calculating the OR between austenite and martensite from the measured orientations of martensite in Section3.4, as well as the WLR theory in Section 4, is built purely on geometrical consideration of the martensitic transformation process. It is difficult to decide the preference between the K-S and N-W ORs. Therefore, the transformation strain that gives rise to the transformation strain energy associated with different ORs could be a criterion to discern the possible OR(s) that governs the martensitic transformation.

For a diffusionless martensitic transformation that changes the crystal structure of the parent phase into that of the product phase through collective atomic movements, the formation of the new phase tends to select the smallest atomic movement in order to minimize the transformation strain and consequently the transformation strain energy. To realize this, a specific OR between the parent and the product phases is achieved according to the crystallographic compatibility between the two phases. In the case of the Ni 53 Mn 25 Ga 22 alloy, the (111) A //(101) M plane parallelism (in K-S or N-W ORs) offers an ideal three-dimensional atomic matching between austenite and martensite, as the stacking sequences of different constituent elements on (111) A and (101) M are the same, i.e. Ga-Ni-Mn-Ni-Ga, as shown in Fig. 7, and moreover, the interplanar spacing of (111) A (3.37 Å) is very close to that of ( 101 be the prevalent one. As seen in Fig. 8, the transformation under the K-S OR requires an expansion of 3.63% of the austenite lattice in [110] A direction and a shrinkage of 3.63% in its perpendicular direction [11 2 ] A . Transformation under the N-W OR, however, demands the austenite lattice to expand 6.85% in the [ 2 11] A direction and shrink 6.31% in its perpendicular direction [011] A . Obviously, the transformation following K-S OR is less energy consuming than that following the N-W OR. Therefore, in the present study, the martensitic transformation under the K-S OR between the parent austenite and martensite is energetically favorable. However, the N-W OR should not be totally excluded. Under certain local stresses and strains accumulated during the transformation process, this OR could be prevalent over the K-S OR. It could be a sort of accommodation of the main K-S OR, as shown by grain 4 in Fig. 3a. (a)

around the <110> M axis.

2. The twin interface plane is {0.399 0.383 0.833} M expressed in the tetragonal crystal coordinate system of martensite, which is 1.79° from {112} M plane. Most of the twins have a thickness of 0.2-2.6 μm with an average value of ~1.3 μm . The ratio of the relative amounts of twins within the same initial austenite grain is ~1.70.

3. The main OR between austenite and martensite is determined to be the Kurdjumov Shape-memory alloys (SMAs) are attractive smart materials that have an intrinsic ability to recover their initial configurations upon the application of thermal or magnetic fields 1 .

During the past few decades, great efforts have been made to investigate various aspects of the SMAs 2-6 due to their wide applications in medical, aerospace and marine industries 1, 7 . The newly developed ferromagnetic SMAs (FSMAs) 8-12 can integrate the advantages of both conventional thermally controlled SMAs and magnetostrictive materials, and show giant output strain and fast dynamic response 13, 14 , which make them extremely promising for use in sensors and actuators. It is well recognized that twins in the martensitic phase play an important role in the shape-memory effect of both thermally and magnetically controlled SMAs 13, 14 . Up to now, nanoscale twins in the SMAs have been observed in several studies 15-19 . However, the intrinsic nature of the nanotwins and the twin interfaces is far from being understood. Particularly, the orientation relationships between the nanotwins have never been demonstrated. The lack of fundamental crystallographic information has greatly hindered further attempts to develop high-performance SMAs with large shape-memory effect, excellent mechanical properties and high stability during cyclic treatments. A full understanding of the correlation between the microstructure and crystallography of the nanotwins is thus of great significance. Here, we report for the first time the orientation relationships between the nanotwins and the intrinsic nature of different kinds of twin interfaces in the FSMAs.

A Ni-Mn-Ga FSMA with composition of Ni 53 Mn 25 Ga 22 (at.%) (see the Methods section for detailed information) was used in this study. Scanning electron microscopy (SEM) observations indicate that this alloy has a typical lamellar martensitic microstructure at room temperature (Fig. 1(a)). The martensitic lamellae, with a thickness of several micrometers, are well self-accommodated and separated from each other by straight inter-lamellar boundaries at the micrometer scale. However, the lamellae often bifurcate or bend through reorientation.

The intra-lamellar reorientation can be readily seen through the contrast change of the backscattered electron (BSE) image, as the contrast of the SEM-BSE image originates from the crystal orientation in the case of single phase with a homogeneous composition in the In order to determine the orientation correlation between the adjacent nanoplates, we calculated their misorientations expressed with the misorientation angle and the rotation axis.

According to the definition of twinning 20, 21 , if there are two 180° rotations around two rational axes and the planes normal to the rotation axes are also rational, the two crystals have a twinning relationship and the twin is a compound twin, with one rotation axis being the twinning direction η 1 and the other being the normal of the twinning plane K 1 . By taking into account the criterion of minimum twinning shear, all the twinning elements (K 1 , η 1 , the conjugate twinning plane K 2 , the conjugate twinning direction η 2 and the magnitude of shear s) can be determined 22 . With the misorientation calculation 23 , the internal nanoplates within each lamella are specified as compound twins with the twinning elements K 1 ={112},

K 2 ={11 2 }, η 1 =<111>, η 2 =<111>
, P={110} and s=0.379. These internal nanotwins are related to each other by a rotation of ~79° around one <110> axis. With the direction vectors of the trace of the twin interface and the individual orientations of the twins, it is possible to determine the twin interface plane by the indirect two-trace method 24 . The calculated results

show that the twin interface plane between the internal nanotwins is {0.4084 0.4086 0.8163} when expressed in the tetragonal crystal coordinate system 25 , which is actually a {112} plane (with 0.03° deviation) within the experimental accuracy. The fact that the interface plane coincides with the twinning plane gives an indication that the twin interfaces between the nanotwins are coherent on the {112} twinning plane, which ensures the minimization of the interfacial energy. Obviously, the alternate formation of the internal nanotwins is the requirement of the invariant lamellar interface, that is, the total accumulated strain resulting from the martensitic transformation at the lamellar interface is zero, which can be achieved by adjusting the thickness of the nanotwins 26 .

The adjacencies of the nanotwins at the straight inter-lamellar interfaces (Fig. 1(b)) and the stepped intra-lamellar interfaces (Fig. 1(c)) represent two kinds of crystallographic connections. These connections result in different orientation relationships between those neighboring pairs of nanotwins across the interfaces. So far, such orientation relationships have not been reported and the determination of them undoubtedly provides new insights into the crystallography of the newly developed FSMAs. For a clear presentation, the two kinds of configurations are analyzed separately as follows.

For the inter-lamellar connection, Fig. 2(a) illustrates the nanotwins (V1 and V2 in Lamella A and V3 and V4 in Lamella B) connected by the inter-lamellar interfaces and Fig. displays the misorientation calculation results of the minimum misorientation angle and two near-180° misorientation angles, with their corresponding rotation axes, between those adjacent nanotwins. As a reference, the same misorientation information from the internal nanotwin pairs (V1 and V2, V3 and V4) is also given in the table. The twinning planes and twinning directions are summarized in Table 1(b). It is revealed that when the major nanotwin variants V1 and V3 meet, these two variants are still twin-related, with the twinning elements of the same family as those of the internal nanotwins (V1 and V2, V3 and V4), i.e. K 1 ={112},

K 2 ={11 2 }, η 1 =<11 1 >, η 2 =<111>, P={1 1 
0} and s=0.379. Indirect two-trace method calculation also shows that the inter-lamellar interface plane is in general agreement with the {112} twinning plane. However, the corresponding {112} planes of the variants V1 and V3 have a deviation of 3.55° and the corresponding <111> directions have a deviation of 5.50°.

This suggests that the twinning relationship between V1 and V3 is not perfect. The imperfectness of the twinning relationship results in that the two variants (V1 and V3) are related to each other by a rotation of 83.00° around <110> axis, rather than a rotation of ~79° between the internal nanotwins (e.g. V1 and V2). When the major and minor variants (V1 and V4, V2 and V3) meet, the {112} twinning relationship suffers an enlarged imperfectness (Table 1(b)). The corresponding {112} planes and corresponding <111> directions (in V1 and V4) deviate by 8.18° and 13.66°, respectively. The major and minor variants are related to each other by a rotation of ~88° around roughly the <110> axis. Notably, when the minor variants V2 and V4 meet, the twinning relationship is totally lost. They are only related to each other by a rotation of 13.36° around the <0.9630 0.0614 0.2623> axis of the tetragonal structure. The above results show that the twinning relationship between the internal twins are perfect and of the first order; while that between the lamellae are imperfect and of lower order.

This means the perfect twinning relationships between the internal nanotwins and between the lamellae cannot be satisfied at the same time and the internal twins have the higher priority. The detailed fine microstructure at the inter-lamellar interface is shown in Fig. 2(c). It is interesting to see that the inter-lamellar interface that is straight at the micrometer scale (Fig. 1(a)) shows a kind of grid structure in the TEM image, which means that the nanotwins in the two neighboring lamellae penetrate, to some extent, into each other. As the volumes of the interpenetrated parts are relatively small, it is difficult to determine the orientation relationships between the neighboring penetrated and non-penetrated parts using selected area electron diffraction (SAED) due to the insufficient diffraction. Calculation would be a potential alternative to determine the orientation relationship and to explain the formation mechanism of the interpenetrated inter-lamellar interface.

Table 1. (a) The minimum misorientation angle and the two near-180° misorientation angles, with their corresponding rotation axes, between the nanotwins connected by an inter-lamellar interface as illustrated in Fig. As the twinning deformation is relative between the twinned part and the undeformed matrix, we assume that the minor variants V2 and V4 are the "twinned" parts with respect to the "undeformed" matrix, the major variants V1 and V3, respectively. Thus the crystal deformation of V4 can be described by a matrix F expressed in the crystal coordinate of V3.

We further assume that V4 penetrates into V1 and V2, i. e. V1 and V2 will suffer the twinning deformation of V4. This deformation will displace a vector that lies in a plane whose normal is initially in Vi (i=1, 2) to a new vector within a plane whose normal is in the same coordinate system:

u h v k i -1 T i v = Fu k = (F ) h (1) 1, 2 = i
where the superscripts -1 and T denote the inverse and the transpose of a matrix, respectively.

, where is the coordinate transformation matrix transforming the tetragonal crystal coordinate system of V3 into that of Vi (i=1, 2). If the "penetrated" part of Vi (i=1, 2) assumes a twinning relationship with the "non-penetrated" part, the twinning plane and the twinning direction should be kept invariant. Calculations show that there exist one {112} (1 1 2) // 2'
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[1 1 1] 5.77° from (1 1 2) [1 1 1] For the intra-lamellar connection, Fig. 3 but only related to each other by a rotation of 5.88° around roughly <110> axis. This slight crystallographic reorientation of the nanotwins gives rise to the change of the direction of the inter-lamellar interface. Similarly, when the two minor variants (V2' and V4') meet, the orientation relationship between them is achieved by the same kind of rotation but with a larger angle (15.78°around <110> axis). These two small rotations between the major variants (V1' and V3') and the minor variants (V2' and V4') render the major variant in one zone and the minor variant in the other zone (V1' and V4', V2' and V3') to be twin-related and possess the twinning elements of the same family as those of the internal nanotwins, as shown in Table 2 (b). Nevertheless, this twinning relationship also suffers some crystallographic imperfectness (the corresponding {112} planes and corresponding <111> directions in V1' and V4' deviate by 5.72° and 5.74°, respectively). Obviously, the combination of these orientation relationships between the nanotwin variants provides the reorientation of the martensitic lamellae to achieve the self-accommodation of the lamellar structure.

The detailed microstructure at the intra-lemallar interface is shown in Fig. 3 (c). It is revealed that the intra-lamellar interface that is stepped in the SEM-BSE image (Fig. 1 (c)) still possesses the "step" configuration in the TEM image and no interpenetration is observed. This is quite different from the microstructure at the inter-lamellar interface. In fact, the calculation results from equation ( 1), demonstrated in Table 2 (b), (c) and (d), show that the nanotwins encountered at the intra-lamellar interface also provides the possibility for penetration. Nevertheless, no penetration occurs as observed by TEM (Fig. 3 (c)). This suggests that the formation mechanism of the stepped intra-lamellar interface is different. It is quite possible that V1'/V2' pair and V3'/V4' pair do not form simultaneously but one after the other. Suppose that V1'/V2' forms before V3'/V4'. Constrained by the neighboring lamellae, the deformation strain due to the formation of V1'/V2' accumulates at the inter-lamellar interface area and creates a resisting force in the opposite direction. Driven by this resisting force, the formation of V3'/V4' may become energetically favorable. In this way, V3'/V4' pair forms, leading to the reorientation of the martensitic lamellae and consequently no interpenetration occurs at the intra-lamellar interface area.

It is known that the magnetic shape-memory effect in the FSMAs is achieved by the reorientation of the martensitic twins through boundary motion under an actuating magnetic field, thus the thorough and accurate microstructural information of the materials is instructive for further microstructure modification and property optimization. Our present study thoroughly reveals the crystallographic orientation relationships between martensitic variants and the intrinsic nature of the interfaces. Obviously the twin relation and the coherent twin interface between the internal twins would be ideal for the reorientation of nanotwins, while the interpenetrated inter-lamellar interface imposes very strong constraint for the reorientation of the nanotwins. Therefore, such a microstructure should be avoided for the FSMAs. As the orientation relationship between the penetrated and the non-penetrated parts is still close to the {112} twinning relationship due to high symmetry of the tetragonal structure, to obtain low symmetry martensite, such as the modulated 5M and 7M martensites, would eliminate the possibility for penetrating. The present study opens new perspectives for property optimization of the FSMAs.

Methods

A 70g button ingot of Ni-Mn-Ga alloy with chemical composition of Ni 53 Mn 25 Ga 22 (at.%) was prepared by repeated melting of the high-purity constituent elements Ni, Mn and Ga in an arc furnace protected under an argon atmosphere. The phase transformation temperatures and crystal structure of the alloy were determined by differential scanning calorimetry (DSC) and neutron powder diffraction, respectively. DSC measurements show that the martensitic transformation start temperature, M s , and finish temperature, M f , are 386 K and 368 K, respectively and the reverse transformation start temperature, A s , and finish temperature, A f , are 408 K and 424 K, respectively. High-resolution neutron powder diffraction reveals that this alloy has a tetragonal martensitic structure at room temperature, with a=0.3865 nm, c=0.6596 nm and c/a=1.707. The space group for this structure is I4/mmm (No.139), with Ni atoms occupying 4d (0, 0.5, 0.25) Wyckoff sites while Mn and Ga atoms occupying 2b (0, 0, 0.5) and 2a (0, 0, 0) sites, respectively. The detailed description of this structure is given in the literature 25 .

A prism sample with the dimension of 3 mm × 6 mm × 12 mm was cut from the ingot.

The sample was further annealed at 1173 K for 4 hr, followed by furnace cooling in order to allow the martensitic transformation to happen under a low thermal stress condition. The transformed microstructure was observed with a JEOL JSM 6500F SEM equipped with a field emission gun in BSE imaging mode, and the detailed microstructures at the inter-lamellar and intra-lamellar interfaces were examined with a Philips CM 200 LaB 6 cathode TEM. The orientations of the microstructural constituents were determined by indexing the electron

Introduction

To date, the large magnetic shape memory effect is only observed in Ni-Mn-Ga single crystals. However, from the point of view of practical applications, the polycrystalline alloys are more promising because they are easy to be produced and the production cost is low. Thus how to improve the magnetic shape memory effect in polycrystalline Ni-Mn-Ga alloys has become a hot research topic. One practical way to achieve this is to produce highly textured polycrystalline alloys with coarse-grained microstructure, in order to have performances closest to those of the single crystals. Therefore, the development of some novel fabrication processes to produce desired texture components for possible enhancement of the magnetic shape memory effect in polycrystalline Ni-Mn-Ga alloys is of great importance. The systematic characterization of the textures and the investigation on the texture evolution during deformation and phase transformation are also quite essential.

In this chapter, the polycrystalline Ni-Mn-Ga(-Co) FSMAs with different phase at room temperature are successfully hot forged together with stainless steel jackets, in order to induce preferred orientation in these alloys. The textures in these hot-forged alloys are systematically characterized by neutron diffraction technique. Moreover, the texture evolution during room-temperature deformation and subsequent annealing is investigated and the correlation between texture evolution and thermally activated shape memory effect is revealed.

I. INTRODUCTION

Ferromagnetic shape-memory alloys (FSMAs) have attracted great interest during the past several years due to their potential applications as sensors and actuators. Among those FSMAs, Ni-Mn-Ga alloys with chemical compositions close to the stoichiometric intermetallic compound Ni 2 MnGa have been studied extensively [1-9] as they exhibit a giant shape-memory effect (SME) under applied magnetic fields. However, many fundamental issues remain unclear, such as crystal structures and crystallographic textures. Some controversial results [7,8,9] on the crystal structure, which is highly sensitive to the chemical compositions of the alloys, have been obtained from some earlier investigations by X-ray diffraction due to similar X-ray scattering factors of Ni, Mn, and Ga atoms. The neutron diffraction technique provides accurate information on the crystal structures and shows advantages in texture measurements for the Ni-Mn-Ga alloys, attributed to the large difference in the neutron diffraction factors for the Ni, Mn, and Ga atoms.

The magnetic SME in Ni-Mn-Ga alloys is caused by the rearrangements of the martensitic variants and/or the growth of favorably oriented variants under applied magnetic fields. [2,4,6] Meanwhile, the temperature-or stress-induced SME is also attributed to some preferential arrangements of martensitic variants during the phase transformation. [10] The preferred orientation distribution (crystallographic texture) in the parent phase and the martensite clearly improves the SME in those alloys. Shu et al. [11] and Thamburaja et al. [12] studied the influence of texture on the SME in the polycrystalline shape memory alloys, which verified that the texture plays an important role in improving the SME. Therefore, it is of vital importance to explore some novel fabrication processes to enhance the crystallographic texture in the polycrystalline FSMAs. Despite the brittleness of Ni-Mn-Ga alloys at room temperature, the hot-forging process, a standard procedure for fabricating some structural intermetallic alloys, provides an effective way to modify textures in these alloys.

It is well known that a rearrangement of martensitic variants occurs during mechanical loading, which may change the textures in the Ni-Mn-Ga alloys. However, many earlier reports [5,13,14] concentrated mainly on the deformation behavior during loading, and the stress plateau in the stress-strain curve was attributed to the rearrangements of martensitic variants. Sweden. The crystal structures were refined from the whole diffraction profiles by the Fullprof Rietveld method. [15] The crystallographic orientation distribution and inverse pole figures were determined by popLA software [16] from three measured pole figures.

Aside from the hot-forged samples, the textures were measured for the Ni 48 Mn 25 Ga 22 Co 5 sample treated in the following three stages: (I) the initial hot-forged sample was heated to 250°C for 40 minutes, followed by quenching into water; (II) the quenched sample was deformed in compression at room temperature to a plastic strain of about 3.3 pct at a crosshead displacement speed of 0.08 mm/min; (III) the deformed sample was heated again at 250°C for 40 minutes, followed by quenching into water.

III. RESULTS AND DISCUSSION

A. Microstructures of the Ingots

The microstructure of the Ni 48 Mn 25 Ga 22 Co 5 alloy after hot forging is illustrated in Figure 1(a), showing some equiaxed grains 300 to 600 μm in diameter. In addition, some fine grains austenitic phase at room temperature. This structure is in good agreement with the structure of the stoichiometric Ni 2 MnGa at 300 K reported by Brown et al., [17] giving further proof that the off-stoichiometric Ni-Mn-Ga alloys also have a Heusler L2 1 structure in the austenitic state. It should be noted that the different phases in Ni 53 Mn 25 Ga 22 and Ni 48 Mn 30 Ga 22 at room temperature are due to the high sensitivity of the martensitic transformation temperature to the chemical composition of the Ni-Mn-Ga alloys, which was confirmed by many earlier reports. [9,18,19] 

D. Texture Evolution and Shape-Memory Effect

The influence of annealing treatments at 250 °C (above phase transformation), followed by water quenching, on changes of grain orientations for the hot-forged Ni 48 Mn 25 Ga 22 Co 5 was further studied. The analysis of the pole figures and inverse pole figures of the quenched sample shows that the texture of the quenched sample is almost the same as that of the initial one, except for some slight changes of the intensities. This means that the heat treatment did not change the texture, as the annealing temperature was too low to cause atomic diffusions in the sample.

Figure 6 shows the pole figures and inverse pole figures of the room-temperature variants are rearranged to the initial orientations before room-temperature deformation (i.e., the shape memory of textures). Thus, the macroscopic SME in this alloy is closely related to the shape memory of textures. Nevertheless, the texture was not completely recovered during heat treatment, as the intensities of some texture components (marked as A, B, C, D, and F in pct reversible strain was recovered after the subsequent quenching in stage III. The recovery ratio is 74 pct, showing an excellent SME in the polycrystalline samples. However, there is still a 26 pct plastic strain that remains irreversible after quenching. This irreversible plastic strain may be caused by dislocation slip and/or the constraints among the differently oriented grains in the polycrystalline sample. [21] IV. SUMMARY AND CONCLUSIONS 

Introduction

Although Ni-Mn-Ga FSMAs have demonstrated superior MSME, they also have some intrinsic problems for their use in industrial applications, such as brittleness and low Curie temperature. Addition of other elements is a classical way to modify the properties of a given alloy and it has been demonstrated that alloying with a fourth element is indeed efficient in improving certain properties of Ni-Mn-Ga alloys.

From the viewpoint of practical applications, the Ni-Mn-Ga FSMAs should have high martensitic transformation temperature and high Curie temperature. Due to the sensitivity of martensitic transformation temperature to the concentrations of Ni, Mn and Ga, high martensitic transformation temperature can be realized by composition design. Nevertheless, the Curie temperature of Ni-Mn-Ga alloys is not sensitive to their concentrations. Thus, the addition of a fourth element is needed to increase the Curie temperature of the Ni-Mn-Ga FSMAs.

This chapter aims to study the effect of substitution of Co for Ni in Ni-Mn-Ga alloys. The influence of Co addition on crystal structure, martensitic transformation, Curie temperature and mechanical behavior is systematically investigated. It will be demonstrated that when the Co content is less than 6 at.%, the Curie temperature is efficiently raised while the martensitic transformation temperature only decreases slightly; when Co content exceeds 6 at.%, the Curie temperature continues to increase, but the martensitic transformation temperature decreases abruptly. This finding is undoubtedly of great significance to the development of promising FSMAs with high martensitic transformation temperature and high Curie temperature.

Introduction

Ni-Mn-Ga ferromagnetic shape alloys (FSMAs) with chemical composition close to the stoichiometric compound Ni 2 MnGa have attracted great interest during the past decade, due to the large magnetic shape memory effect (MSME) that originates from the rearrangement of martensitic variants under the application of magnetic fields [1,2]. From the application point of view, high martensitic transformation temperature and Curie temperature are very important, because these FSMAs usually work in the ferromagnetic martensitic state. It was found that a high martensitic transformation temperature in the Ni-Mn-Ga alloys could be achieved by composition adjustment [3][4][5], as the martensitic transformation temperature was very sensitive to their chemical compositions. In contrast, the Curie temperature (T c ) of these alloys is less composition dependent and has a value of around 370 K for a wide range of composition [3,6]. High T c is required for developing FSMAs with a large magnetocrystalline anisotropy (MCA) at a high temperature. So far, great efforts have been devoted to alloying the ternary alloys with a fourth element to increase T c . Recent investigations [7][8][9][10] show that the substitution of Co for Ni is an effective way to increase T c , which leads to a slight decrease in the martensitic transformation temperature. However, those investigations [7][8][9][10] only focused on some limited addition of Co element (less than 5.8 at.%) to the ternary alloys, while alloys with higher Co content have not been studied. Actually, full information on the effect of Co on various physical and mechanical properties of Ni-Mn-Ga-Co alloys with a broad range of composition is greatly needed for materials design.

In the present study, Ni-Mn-Ga-Co alloys with Co content up to 14 at.% were prepared, and the effect of Co addition on crystal structure, martensitic transformation, Curie temperature and mechanical behavior was systematically investigated. An abrupt decrease in martensitic transformation temperature was observed when the Co content exceeds 6 at.%.

This study will provide the fundamental experimental data for developing high temperature FSMAs in this alloy system. strain rate of about 1.7×10 -4 s -1 were performed on the samples with the size of 10mm×Φ8mm

Experimental

for investigating the compressive properties of the alloys. 

Results and discussion

Crystal structure

The XRD patterns of the Ni 53-x Mn 25 Ga 22 Co x alloys at room temperature are illustrated in Fig. 2(a). Typical diffraction peaks from martensite can be clearly seen in the alloys with x ≤ 6.

The XRD patterns of these alloys can be well indexed according to a tetragonal structure with the space group of I4/mmm (no.139). For example, the lattice parameters of the Co2 alloy are a=3.873 Å, and c=6.535 Å, respectively. It is obvious that the substitution of Co for Ni with less than 6 at.% did not cause a change in the crystal structure. When Co content exceeded 8 at.%, the alloys displayed an austenite structure at room temperature. The Bragg peaks in the XRD pattern can be well indexed as the Heusler L2 1 structure with the space group of Fm 3 m (no. 225). For example, the lattice parameter of the Co12 alloy is a 0 =5.798 Å. The crystal structure information of the Ni 53-x Mn 25 Ga 22 Co x alloys is in good agreement with that reported in Ni-Mn-Ga alloys, which were investigated by neutron diffraction [11][12][13]. showed that there was no obvious composition change in both grain interiors and grain boundaries. The precipitation of the second phase was not observed at all. Hence, we attribute the abrupt decrease in martensitic transformation temperature to the atomic disorder caused by the addition of a large amount of Co. After the Co content reaches a critical value, the excess of Co atoms causes a disordered occupation of crystal lattice sites of Mn, Ga and/or Ni atoms. This trend suppresses the martensitic transformation in the alloys. Kreissl et al. [14,15] reported that the disorder existing between Mn and Ga atoms in proposed that the increase of T c due to the substitution of Co for Ni is closely related to the magnetic properties in the Ni-Mn-Ga alloys. This is because that the small magnetic moment located on the Ni atom and its coupling with the magnetic moment of the Mn atom play a crucial role [7], although the magnetic moment in Ni-Mn-Ga alloys is mainly attributed to the Mn atoms [16]. Here we believe that the increase of T c in the Ni 53-x Mn 25 Ga 22 Co x alloys is mainly due to a stronger Co-Mn exchange interaction as compared with that between the Ni-Mn pair [7]. The rapid increase of T c for x ≥ 8 may also be attributed to the atomic disorder in these alloys. 

Conclusions Conclusions

From the above experimental and theoretical investigations, the following important conclusions can be drawn:

Investigation on crystal structure and phase transformation in Ni-Mn-Ga alloys by in situ neutron diffraction technique

The crystal structure and phase transformation behaviors in two Ni-Mn-Ga ferromagnetic The precise determination of the crystal structure of Ni-Mn-Ga alloys is of fundamental importance to the design of high-performance FSMAs and serves as the foundation for further crystallographic analysis.

Microstructure and martensitic transformation crystallography of Ni-Mn-Ga alloys

Based on the accurate crystal structure information obtained from neutron powder diffraction, the microstructure and twinning relationship of the cast Ni 53 Mn 25 Ga 22 ferromagnetic alloy have been characterized by electron backscatter diffraction in a high-resolution scanning electron microscope equipped with a field emission gun (FE-SEM/EBSD). It is shown that there are only two martensitic variants with twin relationships existing in each initial austenite grain. The twins are found to be compound twins with the twinning elements: K 1 = {112}, K 2 = {11 2 }, η 1 = <111>, η 2 = <111>, P = {110} and s =0.379. The neighboring twin variants have a minimum misorientation angle of ~83° around the <110> axis.

The crystallographic and microstructural characteristic of martensitic variants in the Ni 53 Mn 25 Ga 22 alloy firstly annealed at 1073K for 4h followed by cooling to 473K at ~4K/min and then isothermally held for 30min followed by cooling to room temperature at ~10K/min, have also been experimentally investigated by means of FE-SEM/EBSD. Crystallographic phenomenological theory has been employed to quantitatively explain the crystallographic features during the martensitic transformation. The experimental results show that the twin interface plane is {0.399 0.383 0.833}, which is actually {112} plane within experimental error. The ratio of the relative amounts of twins within the same initial austenite grain is ~1.70. with the thermally controlled shape memory effect are investigated. Significant texture changes during deformation have been observed. Some texture components become much stronger while others disappear, which is attributed to the rearrangements of martensitic variants during mechanical deformation. The texture recovers to its initial state after the subsequent annealing because the martensitic variants are rearranged to their original orientation, which is closely related to the macroscopic shape memory effect. An excellent shape memory effect with a recovery ratio of 74% is observed.

The concept that textures in Ni-Mn-Ga alloys can be developed and controlled by mechanical deformation can be of great significance to the improvement of the MSME of the polycrystalline FSMAs by texture control.

Alloying of Ni-Mn-Ga alloys with Co element

The effect of substitution of Co for Ni on crystal structure, martensitic transformation, Curie temperature and compressive properties of Ni 53-x Mn 25 Ga 22 Co x (at.%, x=0, 2, 4,..., 14) alloys has been systematically investigated. Room temperature X-ray diffraction experiments show that the alloys have a tetragonal I4/mmm martensitic structure for x ≤ 6 and a Heusler L2 1 austenite structure for x ≥ 8. With the increase of Co content up to 6 at.%, the martensitic transformation temperature of the alloys only decreases slightly. In contrast, an abrupt decrease of martensitic transformation temperature is observed when the Co content exceeds 6 at.%, which can be attributed to the atomic disorder resulting from the Co addition. The finding that, when Co content is less than 6 at.%, the substitution of Co for Ni effectively increases the Curie temperature at the expense of only a slight decrease in the martensitic transformation temperature is of practical interest to the design of FSMAs with high martensitic transformation temperature and high Curie temperature.

Perspectives

Up to now, the Ni-Mn-Ga FSMAs have been investigated extensively on many aspects. Plenty of valuable information of both theoretical significance and practical interest has been obtained and many new phenomena have been revealed. As a kind of newly developed materials, Ni-Mn-Ga FSMAs show promising prospects for future applications. However, we should be aware that there is still a long way to go before the large-scale practical applications of these materials. There are still several critical issues that need to be resolved. The key problems and future investigations on these problems can be summarized as follows:

(1) Severe segregation in local composition frequently occurs during the slow growth of Ni-Mn-Ga single crystals, which significantly affects the crystal structure of different parts and consequently degrades the MFIS in the single crystals. Production of high-quality large single crystals with homogeneous composition by the standardization of crystal growth, thermal treatment, training procedures and quality assessment will be quite essential.

(2) The blocking stress of the Ni-Mn-Ga FSMAs is very low, only about a few MPa.

Consequently, a tiny stress field may significantly reduce the MFIS, yielding a strong degradation in the MSME. To try to increase the blocking stress of these materials by proper methods will be a research topic.

(3) To date, the large MFIS is only observed in single crystalline 5M and 7M martensites and the MFIS observed in NM martensite is negligible. However, the NM martensite possesses many superior properties over 5M and 7M martensites and it has great potential to show the largest MFIS, as the theoretical maximum MFIS in NM martensite is as high as 20%. Thus, to increase the magnetic anisotropy energy and/or to decrease the twinning stress (namely, to increase the twin boundary mobility) by heat treatment, training under external fields and alloying in order to obtain large MFIS in NM martensite will be a good research direction.

(4) The observed MFIS in polycrystalline Ni-Mn-Ga alloys is relatively small, but from the application point of view, polycrystalline alloys are more promising as they are easy and economic to produce. Highly textured polycrystals with coarse-grained microstructure have the closest performances to those of single crystals. In-depth study on the correlation between texture type and MSME and development of polycrystalline alloys with desired texture components to improve their MFIS are greatly needed.

(5) The intrinsic brittleness of Ni-Mn-Ga alloys acts as a great hindrance to the practical applications of these alloys. To increase the ductility of these alloys by certain methods such as alloying and training is quite necessary. (6) To develop new promising ferromagnetic shape memory alloy systems with the help of the knowledge obtained in Ni-Mn-Ga alloy system will open new research areas.
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 1 Fig. 1-1 (a) The stability (S) of the three types of martensites; (b) Relation between the first martensitic structure and the martensitic transformation temperature (T).

Ni 48 . 8

 488 Mn 29.7 Ga 21.5 is nearly orthorhombic and has lattice parameters of a C =6.19Å, b C =5.80Å and c C =5.53Å.
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 12 Fig. 1-2 Schematic illustration of phase transformation sequence in Ni-Mn-Ga alloys. The numbers (1) and (2), (I) and (II), and (a) and (b) in the scheme denote that in each case there are two possible transformation paths from high-temperature phase to low-temperature phase.

  used to empirically determine the M s of the alloys from their chemical composition. The empirical relation between the martensitic transformation temperature T m and e/a was established by Jin et al.[START_REF] Jin | Empirical mapping of Ni-Mn-Ga properties with composition and valence electron concentration[END_REF] as follows:

Fig. 1 -

 1 3 displays the typical temperature dependence of low field ac susceptibility in a Ni-Mn-Ga alloy showing Heusler-7M martensitic and 7M-NM intermartensitic transformations. The abrupt change in the value of the susceptibility at ~355K is attributed to the paramagnetic-ferromagnetic transformation of the Heusler parent phase, while the abrupt change during cooling at ~275K indicates the start of the martensitic transformation from Heulser phase to 7M martensite. Upon further cooling to ~100K, another abrupt change of the susceptibility occurs, indicating the start of the 7M-NM intermartensitic transformation. During heating both structural phase transformations occur in reverse order and show some temperature hysteresis. The intermartensitic transformation in Ni-Mn-Ga alloys was also confirmed by transmission electron microscopy (TEM) observations [63. 95, 105].
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 13 Fig. 1-3 Temperature dependence of low field ac magnetic susceptibility measured during cooling and heating in a Ni-Mn-Ga alloy showing Heusler-7M martensitic and 7M-NM intermartensitic transformations.
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 14 Fig. 1-4 Schematic illustration of the rearrangement of martensitic variants under a magnetic field in ferromagnetic shape memory alloys (FSMAs).

  37h. It was found that, as time prolongs, one variant slowly spreads through the experimental sample and its volume fraction increases at the expense of that of the other variant, due to the influence of the static magnetic field[143].Kishi et al. [144] investigated the microstrcutural change associated with the martensitic transformation in a Pt-doped Ni-Mn-Ga bulk alloy during the cooling process by using polarized optical microscopy.Bennett et al. [145] performed the in situ TEM studies of the directionally solidified Ni-Mn-Ga alloys. It was found that in Ni 50.1 Mn 28.2 Ga 21.7 alloy the Heusler austenite phase exhibits characteristic "tweed" strain contrast at room temperature.On cooling, sharp satellite reflections associated with the formation of an intermediate phase appear at ~200K, prior to a martensitic transformation at ~190K which generates a microstructure consisting of predominately 7M fine martensitic twins. In contrast, the microstructure of Ni 49.3 Mn 28.8 Ga 21.9 alloy consists of a fine scale intermixture of austenite with characteristic "tweed" contrast and martensite with fine microtwins at room temperature.The regions of austenite transform to 5M martensite at ~270K[145].The effect of aging on microstructure of the parent austenite phase in a Fe-doped Ni-Mn-Ga alloy was studied with TEM byChen et al. [146]. Tweed-like contrast was observed and no defects were found in the as-quenched sample. In contrast, the defects including stacking faults and dislocations are evident in the aged samples. The density of dislocations decreases firstly with increasing the aging temperature from 573K to 773K, and then increase when aging temperature is 873K[146]. The influence of pre-deformation on the martensitic microstructure of Ni 55 Mn 20 Ga 25 alloy was investigated byGao et al. [147]. TEM observations showed a well-accommodated martensitic structure with straight and well-defined interfacial boundary in the undeformed sample. After deformation, the reorientation of martensitic variants occurs and the interfacial boundary changes from a sharp and straight morphology to a curved and irregular one. Meanwhile, some lattice defects are formed inside the variants even in slightly deformed samples, and with increasing deformation more lattice defects are generated inside the variants as well as at the interfacial boundaries between variants [147].Pötschke et al. [148] studied the influence of different mold temperatures on the as-cast microstructure of Ni 48 Mn 30 Ga 22 by optical microscopy. It was found that the microstructure of the as-cast samples can be divided into four zones and the length of the zone of columnar grains depends on the casting parameters, especially the mold temperature. From the optical observations, it is evident that the area of elongated grains gets larger with increasing mold temperature[148].

  directional solidification [148, 151], rapid solidification [140], or plastic deformation [152]. Preparation of melt textured Ni 48 Mn 30 Ga 22 alloy with an austenite structure at room temperature by means of directional solidification was reported by Pötschke et al. [148]. A texture of [100] C along the solidification direction, i.e. the direction of heat flow, was determined by EBSD technique [148]. The texture in directionally solidified Ni 50 Mn 30 Ga 20
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 15 Fig. 1-5 Schematic illustration of the compressive stress-strain curve of Ni-Mn-Ga single crystals.

  [161] andXu et al. [162] reported that the compressive strain of the polycrystalline Ni 54 Mn 25 Ga 21 button sample with the NM martensite at room temperature is 10%. However, micro-cracks have already occurred when the strain exceeds 4%[161, 162]. Furthermore, the compressive strength of 440MPa[161, 162] is much lower than that in the single crystal with the same composition[133].In addition to the compressive properties, the bending properties of Ni-Mn-Ga alloys are also studied in the literature. Three-point bending tests on Ni 50 Mn 29 Ga 21-x Gd x (x=0, 0.5, 2) polycrystalline alloys were performed at room temperature byGao et al. [163]. The bending strength of Ni 50 Mn 29 Ga 21 alloy with the parent phase at room temperature is 29MPa, while that of Ni 50 Mn 29 Ga 20.5 Gd 0.5 alloy with the 7M martensite at room temperature is 220MPa. In contrast, the bending strength of Ni 50 Mn 29 Ga 19 Gd 2 alloy with the 7M martensite at room temperature is 148MPa[163]. It is clear that the proper addition of Gd is efficient in increasing the bending strength of Ni-Mn-Ga alloys.

  35% when the temperature lowers to 240K[167]. From the point of view of engineering applications, another positive effect of Fe doping is the improvement of ductility and toughness of the Ni-Mn-Ga alloys[168].The alloying of Ni-Mn-Ga alloys with other elements has also been studied[103, 144, 160, 163,[171][172][173][174][175][176][177][178][179][180].Tsuchiya et al. [160] investigated the addition of 4f rare earth elements (Nd, Sm and Tb), which are known to increase the magnetic anisotropy. It was found that these elements have a very low solubility in the alloys and have a high tendency to precipitate at the grain and subgrain boundaries. The martensitic transformation temperature and Curie temperature follow the same dependency on e/a ratio as the ternary alloys. The magnetization of the martensite in the alloys doped with Sm and Tb is similar to the corresponding ternary Ni-Mn-Ga alloys, while that of the alloys containing Nd has a higher value of magnetization at the high e/a range [160].Gao et al. [163] studied the effect of Gd addition on martensitic transformation temperature and found that the martensitic transformation temperature increases remarkably with increasing Gd content.Glavatskyy et al. [172] found that the addition of Si and In drastically reduces the martensitic transformation temperature of Ni-Mn-Ga alloys.Söderberg et al. [173] found the same effect for Sn additions, while the influence of Pb, Zn and Bi on martensitic transformation temperature is much more moderate.The substitution of In for Ga and replacing Mn by V or Cu were reported to strongly decrease the Curie temperature[174, 175]. The additions of Si and Ge were found to strongly decrease the martensitic transformation temperature, while C addition only causes a slight increase of this temperature[176]. The substitution of Ni by Pt was studied byKishi et al. [144] with the purpose to increase the e/a ratio and consequently the martensitic transformation temperature. Indeed, the martensitic transformation temperature is greatly increased due to the increase of the e/a ratio; the Pt 10 Ni 40 Mn 25 Ga 25 alloy shows a martensitic transformation temperature of ~350K [144], much higher than that of the stoichiometric Ni 2 MnGa. However, concluded from a large amount of investigations, the martensitic transformation temperature does not always depend on the change of e/a ratio, caused by the addition of a fourth element, in the expected way. According toTsuchiya et al. [177], the dependence of the martensitic transformation temperature and Curie temperature on the e/a ratio in the alloys with Al, Cu, Ge or Sn seems to deviate from that in ternary Ni-Mn-Ga alloys.

  not clear. The microstructural characteristics and crystallographic features during phase transformation in these alloys are rarely investigated and the correlation between the microstructure and crystallography of the martensitic variants still remains mysterious to the materials scientists. The development of novel fabrication processes for the enhancement of the MSME in polycrystalline FSMAs has just started. The systematic characterization of crystallographic texture and the investigation on the correlation between texture and MSME in these alloys is still at the early beginning. These gaps in knowledge act as a great hindrance to the development of promising FSMAs with optimal properties. Solving these fundamental issues has become quite imperative.Based on this background, the present work has been orientated to the investigation on the fundamental aspects, with emphasis on the microstructure, crystallography and phase transformation, of Ni-Mn-Ga ferromagnetic shape memory alloys. The main contents of this work can be summarized as follows:(1) Precisely determine the crystal structures of the parent phase and different types of martensites in Ni-Mn-Ga alloys by means of high-resolution in situ neutron diffraction technique. Meanwhile, investigate the different phase transformation pathways in Ni-Mn-Ga alloys with different chemical composition.

  (i.e. Ni 53 Mn 25 Ga 22 and Ni 48 Mn 30 Ga 22 ) with different martensitic structure are precisely determined by means of in situ neutron powder diffraction technique that proves highly advantageous in determining the crystal structure of those alloy systems consisting of nearby constituent elements in the periodic table. Meanwhile, the phase transformation behaviors of the Ni 53 Mn 25 Ga 22 and Ni 48 Mn 30 Ga 22 alloys are directly investigated from the structural change, lattice parameter variation and unit-cell volume change, as revealed by in situ neutron diffraction experiments. The magnetic structure evolution in Ni 53 Mn 25 Ga 22 as temperature increases from 20K to 473K is tentatively investigated. The possible mechanism for the different sequences of phase transformation in Ni-Mn-Ga alloys with different martensitic transformation temperature is discussed.

  magnetometer. The phase transformation temperatures were determined by differential scanning calorimetry (DSC) in the temperature range of 208 K-573 K, with a heating and cooling rate of 10 K/min. The DSC measurement demonstrates that the martensitic transformation start temperature M s , the martensitic transformation finish temperature M f , the austenitic transformation start temperature A s , and the austenitic transformation finish temperature A f are 386 K, 368 K, 408 K, and 424 K, respectively. The crystal structure of Ni 53 Mn 25 Ga 22 as a function of temperature was determined by neutron powder diffractometry. The neutron scattering experiments were performed on SLAD (Ref. 11) at the Studsvik Neutron Research Laboratory in Sweden. The neutron wavelength used in the experiments was 1.116 Å and the diffraction pattern was collected for 2θ in the range of 3°-134°. The scattering data were then corrected for absorption, extinction, and multiple scattering in a standard way. The diffraction experiments were carried out at 20 K, 100 K, 150 K, 200 K, 250 K, 273 K, 293 K, 403 K, 423 K, and 473 K, respectively, with a

FIG. 1 .FIG. 2 .Fig. 2 .

 122 FIG. 1. The observed (circle symbol) and calculated (solid line) neutron diffraction pattern of Ni 53 Mn 25 Ga 22 at room temperature, together with the difference pattern at the bottom.

FIG. 3 .

 3 FIG. 3. The calculated neutron diffraction pattern with (circle symbol) and without (solid line) magnetic structure at 20 K. The bottom curve shows the magnetic structure of Ni 53 Mn 25 Ga 22 at 20 K.

  summary, the martensitic structure of the polycrystalline sample Ni 53 Mn 25 Ga 22 investigated by neutron scattering technique shows that it has a tetragonal I4/mmm structure from 20 K to 403 K. No modulation appears at low temperature, which differs from earlier investigations of the stoichiometric Ni 2 MnGa alloy. 9 The temperature dependence of lattice parameters and unit-cell volume of Ni 53 Mn 25 Ga 22 shows that there is an abrupt jump in unit-cell volume between 273 K and 293 K, which corresponds to an endothermic peak observed in the measured DSC curve. The above observation indicates the existence of a pretransformation in martensite around room temperature in the Ni 53 Mn 25 Ga 22 alloy, which is closely related to its intrinsic temperature-dependent magnetic structure. The authors are grateful to the National Ministry of Education of China (with the New-Century Outstanding Scholars Fund), the National Natural Science Foundation of China (Grant No. 50471026), and the Swedish Research Council in the frame of the SIDA project (Grant No. 348-2004-3475) for their financial support.

Figure 1 (

 1 Figure 1 (a) shows an X-ray diffraction pattern of Ni 48 Mn 30 Ga 22 alloy at room temperature, in which only one strong Bragg peak together with three relatively weaker peaks can be detected. It is difficult to determine crystal structure from such limited numbers of X-ray diffraction peaks. In contrast, 14 distinct Bragg peaks can be clearly observed from a neutron diffraction pattern, as illustrated in Figure 1(b), and this enables an accurate determination of its crystal structure. Rietveld refinement of all peaks in the neutron diffraction pattern shows that Ni 48 Mn 30 Ga 22 has a cubic, L2 1 Heusler austenitic structure with lattice parameters a=b=c=5.8398 Å at room temperature. The space group for this structure is

Figure 2 Figure 1 .

 21 Figure 1. (a) X-ray diffraction pattern. (b) Observed (open star) and calculated (solid curve) neutron diffraction patterns, together with the difference pattern at the bottom, of Ni 48 Mn 30 Ga 22 at room temperature.

Figure 2 .

 2 Figure 2. Observed (open star) and calculated (solid curve) neutron diffraction patterns, together with the difference pattern at the bottom, of Ni 48 Mn 30 Ga 22 at 203 K.

Figure 3 .

 3 Figure 3. (a) Lattice parameters. (b) Variation in unit-cell volume as a function of temperature in Ni 48 Mn 30 Ga 22 alloy.

Figure 4 Figure 4 .

 44 Figure 4 shows X-ray and neutron diffraction patterns of Ni 53 Mn 25 Ga 22 at room temperature. Only one strong Bragg peak and several relatively weaker peaks can be observed in the X-ray diffraction pattern [Figure 4(a)], and this precludes an accurate crystal-determination of a martensite with a low symmetry for this alloy. Fortunately, a large number of Bragg peaks appear in its neutron diffraction pattern [Figure 4 (b)], making it feasible to determine its crystal structure. Rietveld refinement of all peaks in the neutron diffraction pattern suggests a tetragonal martensitic structure with a=b=3.865 Å and c=6.596 Å. The space group of this structure is I4/mmm, No. 139. Ni atoms occupy 4d (0,0.5,0.25)sites, while Mn and Ga atoms occupy 2b (0,0,0.5) and 2a (0,0,0) sites, respectively[START_REF] Cong | Crystal structure and phase transformation in Ni 53 Mn 25 Ga 22 shape memory alloy from 20 K to 473 K[END_REF].
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 52 Figure 5. (a) Lattice parameters. (b) c/a ratio. (c) Variation in unit-cell volume as a function of temperature in Ni 53 Mn 25 Ga 22 alloy. (d) DSC curves for Ni 53 Mn 25 Ga 22 alloy.

such

  FSMAs, Ni-Mn-Ga alloys have attracted great attention during the past few years due to their relatively large magnetic shape memory effect (MSME)(Murray et al., 2000; Sozinov et al., 2002). Intensive studies have been carried out on various aspects of these alloys, including the composition dependence of phase transformations(Takeuchi et al., 2003), magnetic properties[START_REF] Khovailo | [END_REF], magnetocaloric effects(Tang et al., 2005) and martensite stabilization(Segui et al., 2005). However, the crystallographic data of this alloy system are still insufficient, which greatly hinders attempts to enhance the MSME.It is well known that the MSME in Ni-Mn-Ga alloys with compositions close to that of the stoichiometric compound Ni 2 MnGa is intimately related to the reorientation of the martensitic variants and the movement of the twin boundaries(Murray et al., 2000; Sozinov et al., 2002), so it is of great importance to study the twin boundary characteristics and twinning crystallography in these alloys.[START_REF] Mogylnyy | [END_REF] studied the twinning mode in a five-layered Ni-Mn-Ga single crystal using X-ray texture analysis. However, the twinning relationship in the non-modulated Ni-Mn-Ga alloys has not been reported. Moreover, polycrystalline X-ray diffraction analysis cannot be used for determining twinning crystallography in polycrystalline alloys, as it is impossible to distinguish the diffraction data from neighbouring twins. So far, the electron backscatter diffraction (EBSD) technique linked with high-resolution scanning electron microscopy (field emission gun, FE-SEM) has been well developed for local orientation analysis in polycrystalline materials. Our recent study on the crystal structure of these Ni-Mn-Ga alloys by means of high-resolution neutron powder diffraction(Cong, Wang et al., 2005; Cong, Zetterström et al., 2005; Wang et al., 2006) provided the accurate crystallographic information that makes the related orientation measurements possible. Based on this, the crystallographic orientation relationship between martensitic variants of a polycrystalline 53 at.%Ni-25 at.%Mn-22 at.%Ga alloy with non-modulated structure was investigated by high-resolution EBSD and the twinning crystallography was unambiguously determined. The results offer new crystallographic

  start temperature, A s , and finish temperature, A f , are 408 and 424 K, respectively. They also indicate that the martensitic transformation process in 53 at.%Ni-25 at.%Mn-22 at.%Ga is different from the two-stage transformation observed in other shape memory alloys(Otsuka & Ren, 2005;Sitepu et al., 2002Sitepu et al., , 2005)). Neutron powder diffraction at room temperature reveals a non-modulated tetragonal structure of the alloy with a = 3.865 Å, c = 6.596 Å and c/a = 1.707. The space group is I4/mmm (No. 139), with Ni atoms occupying 4d (0positions, while Mn and Ga atoms occupy 2b (0, 0,1 2) and 2a (0, 0, 0) positions, respectively, which was discussed in detail in an earlier study(Cong, Wang et al., 2005; Cong, Zetterström et al., 2005). The precise determination of the crystal structure is crucial for the EBSD measurements, as X-ray diffraction cannot give detailed information on the crystal structure of Ni-Mn-Ga alloys because of the similar X-ray scattering factors for Ni, Mn and Ga atoms. The self-accommodated martensitic microstructure of 53 at.%Ni-25 at.%Mn-22 at.%Ga alloy is shown in Fig. 1. Typical fine lamellar structure, with straight boundaries between lamellae, is located in certain colonies that represent the initial austenite grains. An orientation map, taken in the same area as shown in Fig. 1, is illustrated in Fig. 2, in which the lamellae are coloured according to their orientations. From the colour pattern presented in each colony, one can see that there are mainly two martensitic variants distributed alternately in each initial austenite grain. The bending of some variants, presented by a colour change from dark pink to red in Fig. 2, gives a misorientation of around 5°. This may result from the high local transformation stress. Misorientation calculation (see Appendix A) shows that each pair of neighbouring lamellae have the same equivalent misorientation angles and axes. The misorientations between the two variants in the square of Fig. 2, with Euler angles (in Bunge's convention) of (284.8°, 146.4°, 325.1°) and (9.1°, 77.4°, 193.5°) as an example, are

Figure 1

 1 Figure 1 SEM secondary electron micrograph of 53 at.%Ni-25 at.%Mn-22 at.%Ga alloy at room temperature.

Figure 2

 2 Figure 2 Orientation map of 53 at.%Ni-25 at.%Mn-22 at.%Ga alloy taken from the same area in Fig.

η 1 =

 1 <111>; and (ii) K 1 = {113}, η 1 = <33 2 >. Since metallic materials tend to twin on the close-packed plane and in the close-packed direction(Kelly & Groves, 1970), the second possibility is excluded. The exclusion of the second possibility is further confirmed to be reasonable by the calculation of the amount of shear and the analysis of the twin interface, as discussed later. The {112} pole figure, illustrated in Fig.3(a), shows that one of the {112} planes is common between the twin-related variants. The common plane is determined to be (112). Similarly, one common <111> direction can be clearly seen from the pole figure of <111> directions, as shown in Fig. 3(b), and the common direction is [11 1 ]. These observations confirm that the twinning plane and twinning direction are (112) and [111], respectively.

Figure 3

 3 Figure 3 Pole figures of {112} planes (a) and <111> directions (b), obtained from the twin variants enclosed in the square of Fig. 2. The sample coordinate X 0 Y 0 Z 0 is shown in Fig. 2. The square in this figure shows the overlapping poles of the two variants in the sample coordinate system.

Figure 4

 4 Figure 4 Rotated pole figures of {112} planes (a) and <111> directions (b), corresponding to the original pole figures shown in Fig. 3. The traces of the twin interface and the overlapping planes are also illustrated.

Fig. 4 (

 4 Fig.4(a). As <111> is nearly normal to {113}, by a similar rotation of the common[111] 

Figure 5 (

 5 Figure 5 (a) Micrographs of the twins on two perpendicular sample surfaces showing twin traces and (b) schematic illustration of the two perpendicular sample surfaces with twin traces in the macroscopic coordinate system.

Fig. 1 .

 1 Fig. 1. Crystal structures of martensite (a) and austenite (b) in the Ni 53 Mn 25 Ga 22 alloy. Ni, Mn and Ga

Fig. 2 .

 2 Fig. 2. (a) Orientation map of Ni 53 Mn 25 Ga 22 within an initial austenite grain. (b, c) Indexed Kikuchi patterns of variant V A and V B in (a).

Fig. 3 .

 3 Fig. 3. (a) Orientation map of Ni 53 Mn 25 Ga 22 covering a large area. X 0 Y 0 Z 0 shows the macroscopic sample coordinate system. (b) Correlated misorientation profile, along line AB in (a). (c) Distribution of the rotation axes corresponding to 80-85° misorientation angles between each neighboring variants in (a) in the tetragonal crystal coordinate system.

  Statistical analyses have also been performed on the thickness distribution and relative amount of martensitic twins in the studied Ni 53 Mn 25 Ga 22 alloy. The thickness of each martensitic twin from the initial austenite grains 1-6 in Fig.3ais calculated according to the relative angle of the twin interface with respect to the sample surface that is determined from the positions of their poles in pole figures. As illustrated in Fig.4a, the thickness of twins shows a wide distribution, ranging from 0.2 to 4.6 μm , with a peak value of 1.1 μm . However, most of the twins have a thickness of 0.2-2.6 μm and the average value is about 1.3 μm . In addition to the thickness distribution of martensitic twins, the relative amount of the two twin variants in each individual initial austenite grain is also important and may provide useful information as to how to improve the SME in FSMAs. If we denote the total amount of one martensitic variant in one initial austenite grain as (1 -x) and that of the other variant as x (where x is related to the thinner variant), the ratio of the amounts of the two variants can be expressed as 1 x x -. . The calculated values obtained from the initial austenite grains 1-6 shown in Fig. 3a are illustrated in Fig. 4b. It is clear that the ratios in all the studied grains are almost the same and have a value around 1.70 (namely the percentages of the two variants in each initial austenite grain are 63% and 37%, respectively).

Fig. 4 .

 4 Fig. 4. (a) Thickness distribution of twins from the initial austenite grains 1-6 in Fig. 3a. (b) Ratio of the amounts of two differently orientated twins in each initial austenite grain. The dashed line shows the calculated value from the WLR crystallographic phenomenological theory.
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 12 represent the symmetry elements of cubic and tetragonal symmetry groups. As there are, in total, 24 symmetry elements in the cubic symmetry group and eight symmetry elements in the tetragonal symmetry group, 192 possible orientations of the austenite grain can be calculated according to Eq. (2). However, there are only several (say, N) distinct orientations among the 192 possibilities and any of the others is equivalent to one of the N distinct orientations. Hence, we may represent the N distinct orientations calculated from M by A 1n g (n =1,2,...,N). Similarly, from the orientation of the other variant, represented by , another N distinct orientations of the austenite grain, represented by A 2n g (n =1,2,...,N), can be determined. As the two variants are transformed from the same initial austenite grain, if the distinct austenite orientations calculated from the two variants, at least one orientation in common, it can be deduced that the assumed OR indeed exists and the common orientation is the orientation of the austenite grain. The schematic illustration of the determination of the OR between austenite and martensite is shown in Fig.5.

Fig. 5 . 1 g and M 2 g

 512 Fig. 5. Schematic illustration of the determination of OR between austenite and martensite. A 1n g and

Fig. 6 .

 6 Fig. 6. {001} standard projections for the orientations of the austenite grain calculated from the variant pair E F in Fig. 3a according to (a) Bain, (b) K-S, (c) N-W and (d) Pitsch relationships, respectively. The common austenite orientations are enclosed in the open squares.

  A (111) 0.54 from (101) , [110] 3.19 from [111] (111) 0.54 from (101) , [110] 3.20 from [111] °°°°M

  Fig.7, and moreover, the interplanar spacing of (111) A (3.37 Å) is very close to that of (101) M

Fig. 7 .

 7 Fig. 7. The stacking sequence and interplanar spacing of (a) (111) A and (b) (101) M planes in austenite and martensite, respectively.

Ni 53 Figure 1 .

 531 Figure 1. (a) Backscattered electron image of Ni 53 Mn 25 Ga 22 alloy showing a self-accommodated lamellar microstructure, and the sample coordinate system X 0 Y 0 Z 0 for pole figure construction (Figs.2(b) and 3(b)). Frames A and B display the inter-lamellar and intra-lamellar interface, respectively. (b) Zoom image of Frame A in (a), showing the nanoplates in two neighboring lamellae. (c) Zoom image of Frame B in (a), demonstrating the "step" configuration of the intra-lamellar interface. Solid lines are drawn to underline the stepped interface.

2

  (b) displays the {112} and <111> standard stereographic projections (in the crystal coordinate system of V1) of the four nanotwin variants. As shown in Fig. 2(b), the intersecting angles between the twinning planes and between the twinning directions of the nanotwins in Lamella A and Lamella B are 119.63° and 112.66°, respectively. This geometrical configuration offers four possible adjacencies (V1 and V3, V1 and V4, V2 and V3, V2 and V4) between the respective nanotwins in Lamella A and Lamella B.

Figure 2 .

 2 Figure 2. (a) Schematic illustration of the nanotwins connected by the inter-lamellar interface shown in Fig. 1(b). (b) {112} and <111> standard stereographic projections, in the crystal coordinate system of V1, of the individual orientations of the nanotwins in (a). The number i (i=1, 2, 3, 4) in the projections corresponds to the orientation of each variant Vi of a nanotwin. The common {112} planes (twinning planes) and <111> directions (twinning directions) of the internal nanotwins are enclosed in the squares. (c) TEM image showing the detailed microstructure at an interpenetrated inter-lamellar interface. (d) Schematic illustration of the formation mechanism of the interpenetrated inter-lamellar interface shown in (c).

2

  (a). For each misorientation angle ω, there is a family of 8 equivalent rotations with 8 corresponding equivalent axes d which transform into each other according to the tetragonal rotation symmetry group. (b) Orientation relationships between the nanotwins connected by the inter-lamellar interface. (c, d) Planes and directions in nanotwin variants V1 (c) and V2 (d) before and after the shear introduced by the penetration of V4 at the interpenetrated inter-lamellar interface as illustrated in Fig. 2(d). The subscripts 1 and 2 in the indices denote that these indices are expressed with respect to the crystal coordinate systems of V1 and V2, respectively.

Fig. 2 ( 2 [ 1 1 1 ] 1 ( 1 1 2 ) 2 (with 6 .91° deviation) and 2 [ 1 1 1 ]Figure 3 .Table 2 .

 22111122621132 Figure 3. (a) Schematic illustration of the nanotwins connected by the intra-lamellar interface shown in Fig. 1(c). (b) {112} and <111> standard stereographic projections, in the crystal coordinate system of V1', of the individual orientations of the nanotwins in (a). The number i' (i'=1', 2', 3', 4') in the projections corresponds to the orientation of each variant Vi' of a nanotwin. The common {112} planes (twinning planes) and <111> directions (twinning directions) of the internal nanotwins are enclosed in the squares. (c) TEM image showing the detailed microstructure at a stepped intra-lamellar interface.

  (a) illustrates the nanotwins (V1' and V2' in Zone I and V3' and V4' in Zone II) connected by the intra-lamellar interface and Fig. 3 (b)displays the {112} and <111> standard stereographic projections (in the crystal coordinate system of V1') of the four twin variants. It can be seen that the intersecting angle between the twinning planes of the nanotwins in Zone I and Zone II is 94.77° and that between the twinning directions is 85.00°, different from the case at the inter-lamellar interface. The intra-lamellar interface configuration also offers four possible adjacencies (V1' and V3', V2' and V4', V1' and V4', V2' and V3') between the nanotwins in the two zones. When the major variants (V1' and V3') meet, although there are two 180° rotations between them (See the misorientation calculation results displayed in Table 2 (a)), the plane {001} and direction <110> corresponding to the rotation axes of the two 180° rotations are intrinsic symmetry elements of the tetragonal structure in this alloy. So these two variants are not twin-related27 

  So far, there have been no reports on the texture evolution during deformation in the Ni-Mn-Ga alloys. In the current study, three Ni-Mn-Ga alloys-Ni 53 Mn 25 Ga 22 , Ni 48 Mn 30 Ga 22 , and Ni 48 Mn 25 Ga 22 Co 5 -were prepared by induction melting and hot forging. The crystal structures and hot deformation textures in these alloys were characterized by the neutron diffraction technique. The texture evolution in the Ni 48 Mn 25 Ga 22 Co 5 alloy after room-temperature deformation and annealing above the martensitic transformation temperature was also studied, which was correlated with the SME to reveal the intrinsic micromechanisms.II. EXPERIMENTSThree 380-g button ingots with the chemical compositions of Ni 53 Mn 25 Ga 22 , Ni 48 Mn 30 Ga 22 , and Ni 48 Mn 25 Ga 22 Co 5 (at. pct), were prepared by repeated melting of the high-purity constituent elements in an induction furnace protected under an argon atmosphere.To obtain homogeneity, the ingots were sealed into a vacuum quartz tube and annealed at 900 °C for 52 hours. A thin layer of yttria was wiped on the surface of the annealed ingots to prevent oxidation in the subsequent hot-forging process. The annealed ingots were then sealed into stainless steel jackets. Thereafter, fiberglass was filled into the empty sections of the stainless steel jacket. The sealed ingots were heated to 950 °C and held for 2 hours, then forged at 900 °C in the dies of the cast Ni 3 Al alloy under a strain rate of about 10 -2 s -1 . The Ni 53 Mn 25 Ga 22 alloy was deformed to a final strain of about 72 pct, whereas the Ni 48 Mn 30 Ga 22 and Ni 48 Mn 25 Ga 22 Co 5 alloys were deformed to about 58 pct. Some small pieces from the hot-forged ingots were crushed into powders for the neutron powder diffraction experiment to determine the crystal structure. Cylindrical samples with the size of 16 × Φ5 mm were cut by an electrodischarge machine from the forged ingots, with the axial direction parallel to the uniaxial compression direction of hot forging, for texture measurements.The room-temperature phase and its crystal structure were determined by the neutron powder diffraction performed on the beam line, R2D2, with the wavelength of 1.5515 Å and pole figure measurements were performed on REST (Residual Stress and Texture) with the wavelength of 1.7 Å , using the Eulerian cradle, at the Studsvik Neutron Research Laboratory,

20 to 60

 60 Figure 2(c) suggests that Ni 48 Mn 25 Ga 22 Co 5 also has a tetragonal, I4/mmm-symmetry structure, with a = 3.887 Å, c = 6.485 Å, and c/a = 1.67. It can be concluded from the neutron diffraction patterns shown in Figures 2(a) and (c) that both Ni 53 Mn 25 Ga 22 and Ni 48 Mn 25 Ga 22 Co 5 have the same martensitic structure at room temperature; the 5 pct substitution of Co for Ni atoms in Ni 53 Mn 25 Ga 22 does not alter its crystal structure, but the c/a ratio is dramatically reduced. The neutron diffraction pattern of Ni 48 Mn 30 Ga 22 (Figure 2(b)) is completely different

Fig. 1 -Fig. 2 -

 12 Fig. 1-Microstructures of the alloys Ni 48 Mn 25 Ga 22 Co 5 (a) and Ni 53 Mn 25 Ga 22 (b) after hot forging.

Figure 4 (

 4 Figure 4(a) shows the (200)-, (220)-, and (422)-pole figures of the hot-forged Ni 48 Mn 30 Ga 22 alloy with a cubic austenitic structure. Strong texture components and large plastic flow anisotropy can also be observed from the measured pole figures. The inverse pole figures for the CA and RD are illustrated in Figure 4(b), from which it can be seen that the main texture components may be approximately identified as [110]//RD, {100}⊥CA, and {111}⊥CA. The former texture component is in agreement with that found in the uniaxial tensile deformation, and the latter two components are in agreement with the uniaxial

Fig. 3 -Fig. 4 -

 34 Fig. 3-The pole figures (a), inverse pole figures (b), and OD sections (c) in the hot-forged Ni 53 Mn 25 Ga 22 alloy.

Fig. 5 -

 5 Fig. 5-The pole figures (a) and inverse pole figures (b) in the hot-forged Ni 48 Mn 25 Ga 22 Co 5 alloy in the initial state.

Figure 7 (

 7 Figure 7(a)) lie between those of the corresponding components in the hot-forged (Figure 5(a)) and the deformed sample (Figure 6(a)).

Fig. 7 -

 7 Fig. 7-The pole figures (a) and inverse pole figures (b) in the hot-forged Ni 48 Mn 25 Ga 22 Co 5 alloy in the annealed and quenched state (stage III).

3 .

 3 Strong textures and a large in-plane plastic flow anisotropy developed during the hot-forging process. The different texture components in Ni 53 Mn 25 Ga 22 and Ni 48 Mn 25 Ga 22 Co 5 are attributed to the different deformation strains. 4. Significant texture changes in Ni 48 Mn 25 Ga 22 Co 5 during deformation were observed. Some texture components become much stronger while others disappear, which is attributed to the rearrangement of martensitic variants during mechanical deformation. The texture recovers to its original state after the subsequent heat treatment because the martensitic variants are rearranged to their initial orientation, which is closely related to the macroscopic SME in this alloy. An excellent SME with a recovery ratio of 74 pct was observed in the polycrystalline Ni 48 Mn 25 Ga 22 Co 5 alloy.

  Ni 53-x Mn 25 Ga 22 Co x (at.%, x=0, 2, 4,...,14) alloys of about 70 g were prepared by repeated melting of the high-purity constituent elements in an arc furnace protected under an argon atmosphere. For convenience, hereafter the individual alloys will be notated as Co0, Co2, Co4,... Co14, respectively, using the Co content. Parts of the alloys were then crushed into powders for determining crystal structure and martensitic transformation temperature. The powders and the bulk specimens were sealed into vacuum quartz tubes and further annealed at 1173K for 5h in order to get homogeneity in chemical composition, followed by water quenching.The crystal structure at room temperature was identified by X-ray diffraction (XRD) analysis with Cu Kα radiation. The phase transformation temperature was determined by differential scanning calorimetry (DSC) in the temperature range of 188-573K, with a heating and cooling rate of 10K/min. The phase transformation behavior of the Co8 and Co10 alloys was further studied by in situ high-energy synchrotron XRD experiments performed at the 11-ID-C beamline, advanced photon source (APS), Argonne National Laboratory, from room temperature to 4K. The wavelength of the radiation was 0.1080 Å. T c was determined by using a vibrating sample magnetometer (VSM). Room temperature compression tests with a

3. 1 .

 1 Fig. 1(b).

Fig. 1 .

 1 Fig. 1. Optical micrographs of (a) Ni 47 Mn 25 Ga 22 Co 6 (Co6) and (b) Ni 45 Mn 25 Ga 22 Co 8 (Co8) alloys at room temperature.

Fig. 2 .

 2 Fig. 2. (a) XRD patterns of Ni 53-x Mn 25 Ga 22 Co x alloys at room temperature, (b) lattice parameters and (c) unit cell volume as a function of Co content in Ni 53-x Mn 25 Ga 22 Co x alloys.

3. 3 .Fig. 3 .

 33 Fig. 3. (a) DSC curve of Ni 49 Mn 25 Ga 22 Co 4 (Co4) alloy, with a heating and cooling rate of 10 K/min; (b) composition dependence of T m , M s , M f , A s and A f in the Ni 53-x Mn 25 Ga 22 Co x alloys.

Fig. 4 .

 4 Fig. 4. Temperature dependence of the synchrotron XRD patterns of (a) Ni 45 Mn 25 Ga 22 Co 8 (Co8) and (b) Ni 43 Mn 25 Ga 22 Co 10 (Co10) alloy.

3. 4 .

 4 Curie temperatureThe composition dependence of T c in the Ni 53-x Mn 25 Ga 22 Co x alloys is shown in Fig.5. It can be seen that T c increased monotonously in the broad composition region from x=0 to 14 (T c =377K for x=0 and T c =519K for x=14). The addition of Co was indeed effective in raising the Curie temperatures of Ni-Mn-Ga-Co alloys. It should be noted that T c is more rapidly increased in the composition region for x ≥ 8 than in the composition region for x ≤ 6. It is

Fig. 5 .

 5 Fig. 5. Composition dependence of Curie temperature T c in the Ni 53-x Mn 25 Ga 22 Co x alloys.

  I4/mmm symmetric martensitic structure for x ≤ 6 and a Heusler L2 1 austenite structure for x ≥ 8. An abrupt decrease in martensitic transformation temperature was observed for the alloys with the Co content exceeding 6 at.%. Substitution of Co for Ni proved efficient in increasing the Curie temperature. Compression experiments at room temperature showed that the substitution of 4 at.% Co for Ni does not change the fracture strain, but increases the compressive strength and decreases the yield stress.

  shape memory alloys (FSMAs) with compositions of Ni 48 Mn 30 Ga 22 and Ni 53 Mn 25 Ga 22 as a function of temperature have been experimentally investigated by in situ neutron diffraction technique. It is confirmed that neutron diffraction technique is highly efficient in characterizing the crystal structure and structural transformation in Ni-Mn-Ga alloys that consist of nearby elements in the periodic table.

  The results show that Ni 53Mn 25 Ga 22 has a tetragonal I4/mmm (space group No. 139) structure from 20K to 403K. An abrupt jump in unit-cell volume around room temperature, corresponding to an endothermic peak in the differential scanning calorimetry (DSC) curve, has been observed. This indicates a pretransformation in the martensitic phase of Ni 53 Mn 25 Ga 22 , which is completely different from the phase transformation in the stoichiometric Ni 2 MnGa. The sequence of structural transformation in Ni 53 Mn 25 Ga 22 is closely related to its temperature-dependent magnetic structure. Neutron diffraction results also show that Ni 48 Mn 30 Ga 22 has a cubic, L2 1 Heusler structure (space group 3 Fm m , No. 225) from 373K to 293 K. Its crystal structure changes into a seven-layered orthorhombic martensitic structure (space group Pnnm, No. 58) when cooled to 243K. No substantial change of the neutron diffraction pattern is observed upon further cooling to 19K, indicating that there is no intermartensitic transformation in this alloy.

  The main orientation relationship between austenite (A) and martensite (M) is determined to be theKurdjumov-Sachs (K-S) relationship with (111) A //(101) M , [11 0] A //[111 ] M . The results calculated from the crystallographic phenomenological theory are in good agreement with the experimental values. Nanoscale twins inside the martensitic lamellae on the micrometer scale are observed in the Ni 53 Mn 25 Ga 22 alloy annealed at 1173K for 4h followed by furnace cooling to room temperature. The orientation relationships between the nanotwins connected by different interface configurations have been determined. The intrinsic nature of the inter-lamellar and intra-lamellar interfaces has been revealed. The new insights into the correlation between microstructure and crystallography of Ni-Mn-Ga alloys will shed light on the microstructure design to improve the novel performances of the FSMAs. Crystallographic texture in Ni-Mn-Ga alloys Three FSMAs with chemical compositions of Ni 53 Mn 25 Ga 22 , Ni 48 Mn 30 Ga 22 and Ni 48 Mn 25 Ga 22 Co 5 , prepared by induction melting, are successfully hot forged together with the stainless steel jackets. Strong textures and a large in-plane plastic flow anisotropy are developed during the hot forging process. Neutron diffraction measurements show that the main texture components in the hot forged Ni 48 Mn 25 Ga 22 Co 5 alloy are (110) [112] and (001)[100], where the texture representation of (hkl)[uvw] with a notation of the (hkl) plane perpendicular to the compression axis and the [uvw] direction parallel to the radial direction of the forged ingot is used. The texture evolution in the Ni 48 Mn 25 Ga 22 Co 5 alloy after room temperature deformation and subsequent annealing above the martensitic transformation temperature and its correlation

  Substitution of Co for Ni proves very efficient in increasing the Curie temperature of the alloys. Compression experiments show that the substitution of 4 at.% Co for Ni does not change the fracture strain, but leads to the increase in the compressive strength and the decrease in the yield stress.

  

  

  

  

  

  46.4 Mn 32.3 Ga 21.3 are a C =b C =5.517Å, c C =6.562Å and c C /a C =1.189 while those of Ni 51.7 Mn 27.7 Ga 20.6 are a C =b C =5.476Å, c C =6.568Å and c C /a C =1.199. Lanska et al.

  50-x (x=15-35) alloys are in the range of 1340-1400K and Söderberg et al. [70] confirmed that the Ni 50.5 Mn 30.4 Ga 19.1 and Ni 53.7 Mn 26.4 Ga 19.9 alloys solidify at 1386K and 1392K, respectively. The B2' phase experiences a disorder-order transition into the L2 1 ordered Heusler phase upon further

  confirmed by both experiments[22, 107, 108] and theoretical calculations[109]. From magnetization measurements, Webster et al.[22] reported that the total magnetic moment of the cubic Heusler phase of Ni 2 MnGa is 4.17μ B per formula unit, and it is primarily carried by Mn atoms while Ni atoms only carry a small magnetic moment. On the other hand, from polarized neutron scattering and magnetization studies,Brown et al. [107] reported 0.36μ 160K is ~75emu/g. Interestingly, the difference in magnetizations of parent phase and martensite gives rise to a large change in entropy during the transformation process and offers Ni-Mn-Ga alloys another unique feature, i.e. the so-called giant magnetocaloric effect:

	heating of the sample by adiabatic magnetization and cooling by adiabatic demagnetization,
	or vice versa [106, 112-114].
	The easy axis of magnetization of the parent phase in Ni-Mn-Ga alloys is reported to be
	<100> C axis [115]. According to Heczko et al. [116], the easy axis of magnetization of the 5M
	martensite is the short crystallographic c C axis, i.e. [001] C , while the hard axis of
	magnetization is the long crystallographic a C axis, i.e. [100] C or [010] C . In 7M martensite, the
	easy axis of magnetization is the shortest c C axis (i.e. [001] C ) while the longest a C axis (i.e.
	[100] C ) is the hard axis and the b C axis (i.e. [010] C ) is the mid-hard axis [117]. On the other
	hand, the NM martensite has an easy plane of magnetization, i.e. (001) C plane and a hard axis
	of magnetization, i.e. c C axis ([001] C ) [117].

Table 1 -1 Observed strain ( obs

 1 

	ε ), together with magnetic-field-induced stress ( mag σ ), twinning stress
	( tw σ ) and theoretical maximum strain ( 0 ε ), in Ni-Mn-Ga alloys.	
	Alloy (type of martensite)	obs ε (%)	mag σ (MPa)	tw σ (MPa)	0 ε (%) Reference
	Ni 50.7 Mn 28.4 Ga 20.9 (5M)	>6	2.8	1-4	6.2	[41]
	Ni 48 Mn 30 Ga 22 (5M)	5	2.25	2.12	5.8	[129]
	Ni 49.2 Mn 29.6 Ga 21.2 (5M)	4.78 5.8	2.14 2.1	2 1	5.7 5.8	[42] [43]
	Ni 50.5 Mn 29.4 Ga 20.1 (7M)	0.47	1.6	3-5	10.7	[41]
		9.4	1.9	1.1	10.66	[43]
	Ni 48.8 Mn 29.7 Ga 21.5 (7M)	9.5	1.5	<1.5	10.66	[5, 130]
		~9.2	1.5	1.2	10.6	[131]
	Ni 52.1 Mn 27.3 Ga 20.6 (NM)	<0.02	1.1	15	20.5	[42, 43]
	Ni 50.5 Mn 30.4 Ga 19.1 (NM)	0	0.7	17-25	21.0	[41]
	Ni 47.0 Mn 33.1 Ga 19.9 (NM)	<0.02	~1	>6	19.3	[132]

  al., 2002; Murray et al., 2000; Wedel et al., 1999; Pons et al., 2000; Wang et al., 2006), there remain many important fundamental issues, such as crystal structures of both parent phase and low-temperature martensite and phase transformation In the present study, the crystal structure and phase transformation behaviors of Ni 48 Mn 30 Ga 22 and Ni 53 Mn 25 Ga 22 alloys are studied by the neutron diffraction technique. For comparison, some X-ray diffraction results are also included. It will be demonstrated that neutron diffraction is highly efficient in determining the crystal structures of those alloy systems consisting of nearby constituent elements in the periodic table, including the newly developed Ni-Mn-Ga FSMAs. Ga button ingots with chemical compositions of Ni 48 Mn 30 Ga 22 and Ni 53 Mn 25 Ga 22 (at. %) were prepared by repeated melting of high-purity constituent elements of Ni, Mn, and Ga under Ar atmosphere. The ingots were then crushed into powders for determining phase transformation temperatures and crystal structures. Differential scanning calorimetry (DSC) measurements were used and show that martensitic transformation starting temperatures M s of Ni 48 Mn 30 Ga 22 and Ni 53 Mn 25 Ga 22 are 269 and 386 K, respectively. Thus, Ni 48 Mn 30 Ga 22 has an austenitic structure while Ni 53 Mn 25 Ga 22 has a martensitic structure at room temperature. Crystal structures at different temperatures were determined by neutron diffraction experiments on beam line R2D2 with an attached CCR/furnace at the Studsvik Neutron Research Laboratory in Sweden. Neutron wavelength used in the experiments was 1.5515 Å, and neutron diffraction patterns were collected for a 2θ range of 5 to 114 deg.

	II. EXPERIMENTAL
	Two Ni-Mn-

behavior. Previous reports focus mostly on crystal structures of Ni-Mn-Ga alloys characterized by X-ray diffraction technique

[START_REF] Wedel | Low temperature crystal structure of Ni-Mn-Ga alloys[END_REF] Pons et al., 2000)

. Since the atomic numbers of Ni, Mn, and Ga are close, X-ray scattering factors of these elements are quite similar, which makes it very difficult to accurately determine crystal structures of Ni-Mn-Ga alloys

[START_REF] Wedel | Low temperature crystal structure of Ni-Mn-Ga alloys[END_REF] Pons et al., 2000)

.

One of the unique features in neutron diffraction is that neutron scattering factors of elements show irregular changes with atomic numbers, and this provides an acute discernment of adjacent or nearby elements in the periodic table. Therefore, the neutron diffraction technique is an ideal tool for studying crystal structures of the Ni-Mn-Ga FSMAs. In addition, in situ neutron diffraction experiments at different temperatures also enable a study of phase transformation behavior, which is closely related to the shape memory effects of those alloys.

Crystal structures were refined from whole diffraction profiles by the Fullprof Rietveld method

[START_REF] Mccusker | Large field induced strain in single crystalline Ni-Mn-Ga ferromagnetic shape memory alloy[END_REF]

.

TABLE I .

 I Parameters of the crystal structure for Ni 48 Mn 30 Ga 22 at 203 K, with space group Pnnm (No. 58). Lattice parameters a=4.2334 Å, b=29.4093 Å, and c=5.5588 Å.

	Atom	Wyckoff position	x	y	z
	Ni1	4f	1/2	0	1/4
	Ni2	8h	0.4463	1/7	1/4
	Ni3	8h	0.5197	2/7	1/4
	Ni4	8h	0.4228	3/7	1/4
	Mn1	2a	0	0	0
	Mn2	4g	-0.0451	1/7	0
	Mn3	4g	0.1064	2/7	0
	Mn4	4g	0.0030	3/7	0
	Ga1	2b	0	0	1/2
	Ga2	4g	-0.0116	1/7	1/2
	Ga3	4g	0.0855	2/7	1/2
	Ga4	4g	-0.0342	3/7	1/2
	(a)				
	(b)				

TABLE II .

 II Lattice parameters and unit-cell volumes for Ni 48 Mn 30 Ga 22 alloy at different temperatures.

	Temperature (K)	Phase	a (Å)	b (Å)	c (Å)	Unit-cell volume (Å 3 )
	373	Austenite	5.8484			200.04
	323	Austenite	5.8420			199.38
	293	Austenite	5.8398			199.16
	243	Martensite	4.2309	29.4066	5.5664	692.55
	203	Martensite	4.2334	29.4093	5.5588	692.08
	183	Martensite	4.2342	29.4089	5.5569	691.96
	140	Martensite	4.2356	29.4107	5.5522	691.65
	19	Martensite	4.2401	29.4113	5.5387	690.71

TABLE III .

 III Lattice parameters a, c, c/a ratios, and unit-cell volumes for Ni 53 Mn 25 Ga 22 martensites at different temperatures.

	Temperature (K)	a (Å)	c (Å)	c/a	Unit-cell volume (Å 3 )
	20	3.8379	6.6225	1.7256	97.544
	100	3.8384	6.6172	1.7240	97.494
	150	3.8437	6.6104	1.7198	97.664
	200	3.8481	6.6035	1.7160	97.784
	250	3.8518	6.5962	1.7125	97.865
	273	3.8540	6.5918	1.7104	97.907
	293	3.8652	6.5962	1.7066	98.542
	403	3.8910	6.5170	1.6749	98.667
	423 a	3.9005	6.4950	1.6652	98.816
	473 a	3.9165	6.4470	1.6461	98.888

Table 2

 2 The eight rotation elements of the tetragonal point symmetry group.

	Element	Rotation	Euler angles	Matrix of change of	Element	Rotation	Euler angles	Matrix of change of
			of rotation	reference frame			of rotation	reference frame

Table 1

 1 The deviation of the individual twin interface normal from the mean value is also shown in Table from which one can see that the twin interface normal determined from most grains has only a slight deviation from the mean value. In the Ni 53 Mn 25 Ga 22 alloy with c/a=1.707, the plane corresponding to the mean value of the twin interface normal is {0.399 0.383 0.833} M , when expressed in the tetragonal crystal coordinate system of martensite.

	lists the coordinates of the twin

initial austenite grains. It can be seen that the coordinates of the twin interface normal disperse around a mean value (0.541, 0.519, 0.662), which was calculated using the formula

Table 1

 1 Coordinates of the twin interface normal n in the microscopic crystal coordinate system determined from different austenite grains, and the deviation ω of the individual twin interface normal from the mean value

	Grain no.	Coordinates of the twin interface normal n	ω (°)
		n 1	n 2	n 3	
		0.503	0.534	0.680	1.94
		0.536	0.489	0.688	2.26
		0.554	0.537	0.636	1.90
		0.523	0.535	0.663	1.79
		0.520	0.589	0.619	4.59
		0.571	0.504	0.648	1.88
		0.630	0.478	0.612	6.25
		0.573	0.518	0.635	2.28
		0.511	0.588	0.627	4.66
	10	0.468	0.514	0.719	5.17
	11	0.578	0.488	0.654	2.67
	12	0.524	0.479	0.704	3.50
	13	0.529	0.485	0.696	2.97
	14	0.549	0.438	0.712	5.33
	15	0.513	0.579	0.634	3.85
	16	0.559	0.517	0.648	1.36
	Mean twin interface normal	0.541	0.519	0.662	

Table 3

 3 Crystallographic features of martensitic transformation calculated according to the WLR

	crystallographic phenomenological theory	
	Crystallographic feature	Result
	Habit plane	{0.690 -0.102 0.716}
	Ratio of the amounts of the two variants	1.786 ( 1-x=0.641; x=0.359)
	(1-x)/x	
	Magnitude of macroscopic shear	0.121
	Direction of macroscopic shear	<-0.709 0.105 0.698>
	Shear angle	6.88°
	Twinning plane	{0.687 0.726 -0.035}
	Misorientation between V 1 and V 2	79.31° around <0.707 0.707 0.001> M axis a

Multiplely twinned nanostructure in novel ferromagnetic shape-memory alloys D

  . Y. CONG1, 2 , Y. D. ZHANG1, 2 , C. ESLING 2 , Y. D. WANG 1 , J. S. LECOMTE 2 , X. ZHAO 1 and L. ZUO1 

	1 Key Laboratory for Anisotropy and Texture of Materials (MOE), Northeastern University, Shenyang 110004,
	China	
	2 LETAM, CNRS-UMR 7078, University of Metz, Ile du Saulcy, 57045 Metz, France	-Sachs
	(K-S) relationship with (111) A //(101) M , [11 0] A //[111 ] M .	
	4. The habit plane calculated from the WLR theory is {0.690 -0.102 0.716} A , and the
	magnitude, direction and shear angle of the macroscopic transformation shear are 0.121,
	<-0.709 0.105 0.698> A and 6.88°, respectively.	

Table 1

 1 

(a) 

  The rotation axes in Table2(a) are expressed in coordinates; the c/a ratio should be taken into account when transforming the coordinates into the Miller indices.

	Note: (b)
	Pair of nanotwins		Orientation relationship
	V1'/V2'		1'
		79.24	0.7061 0.7082 0.0006 0.09° from <110> direction
	V1' and V2'	179.89	0.5449 0.5444 0.6377 0.04° from the normal of {112} plane
		179.96	0.4516 0.4503 0.7703 0.06° from <111> direction
		79.21	0.7053 0.7089 0.0018 0.18° from <110> direction
	V3' and V4'	179.82	0.5456 0.5440 0.6375 0.08° from the normal of {112} plane
		179.87	0.4519 0.4496 0.7705 0.10° from <111> direction
		5.88	0.7257 0.6672 0.1680 9.96° from <110> direction
	V1' and V3'	179.01	0.0342 0.0372 0.9987 2.90° from the normal of {001} plane
		179.76	0.7001 0.7123 0.0505 2.94° from <110> direction
		15.78	0.7453 0.6667 0.0093 3.23° from <110> direction
	V2' and V4'	179.13	0.6995 0.7013 0.1371 7.88° from the normal of {110} plane
		179.85	0.0915 0.1023 0.9905 7.89° from <001> direction
		85.00	0.7129 0.7012 0.0060 0.58° from <110> direction
	V1' and V4'	179.36	0.5185 0.5242 0.6756 2.86° from the normal of {112} plane
		179.53	0.4737 0.4817 0.7373 2.87° from <111> direction
		85.04	0.7020 0.7120 0.0125 0.82° from <110> direction
	V2' and V3'	179.03	0.4745 0.4813 0.7371 2.88° from <111> direction
		179.45	0.5152 0.5271 0.6758 2.91° from the normal of {112} plane

Table I .

 I Sample Lengths of Ni 48 Mn 25 Ga 22 Co 5 at Different Stages The sample lengths of Ni 48 Mn 25 Ga 22 Co 5 at different stages are summarized in TableI. It can be seen that in stage I, the sample length is almost the same as that in the initial hot-forged state, indicating that no SME is observed after quenching. As the sample was deformed at room temperature to a 3.3 pct plastic strain in stage II, it is interesting that a 2.4

	Stage	Sample Length (mm)
	Initial hot-forged	15.951
	I (quenched)	15.948
	II (deformed)	15.415
	III (annealed and quenched)	15.809

  Three FSMAs with the chemical compositions of Ni 53 Mn 25 Ga 22 , Ni 48 Mn 30 Ga 22 , and Ni 48 Mn 25 Ga 22 Co 5 were prepared by induction melting and hot forging. The crystal structures, textures, and texture evolution were investigated by means of the neutron diffraction technique. The following conclusions can be drawn: 1. The Ni-Mn-Ga ingots were successfully hot forged together with stainless steel jackets. Dynamic recrystallization occurred during the hot-forging process. 2. Ni 53 Mn 25 Ga 22 and Ni 48 Mn 25 Ga 22 Co 5 have a tetragonal, I4/mmm martensitic structure at room temperature. The substitution of Co for Ni atoms in Ni 53 Mn 25 Ga 22 does not alter its crystal structure but dramatically reduces the c/a ratio. Ni 48 Mn 30 Ga 22 has a cubic, L2 1 austenitic structure at room temperature, the same structure as in the stoichiometric compound Ni 2 MnGa in the austenitic state.
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Summary and conclusions

Martensitic transformation crystallography and microstructure of the Ni 53 Mn 25 Ga 22 FSMA were studied in detail by means of experimental observation and theoretical calculations. The twinning relationship between the martensitic variants and the OR between austenite and martensite during transformation were unambiguously determined. The following conclusions can be drawn:

1. There are two microscopically twin-related martensitic variants distributed alternately in each initial austenite grain. The misorientation between the neighboring twin variants is ~82°

Note: The rotation axes in Table 1 (a) are expressed in coordinates; the c/a ratio should be taken into account when transforming the coordinates into the Miller indices.

(b)

Pair of nanotwins Orientation relationship backscattered diffraction (EBSD) Kikuchi patterns acquired with the SEM equipped with the HKL's Channel 5 software. The orientation relationships between the microstructural constituents and the interface planes were determined by the misorientation calculation 23 and indirect two-trace method 24 , respectively. some favorably oriented variants expanded under the applied stress, at the expense of the shrinkage of the unfavorably oriented variants, [5,20] which consequently changed the preferred grain orientation (i.e., crystallographic texture) in the sample. The pole figures and inverse pole figures of the annealed and quenched sample are shown in Figure 7. The texture in this sample is quite similar to that in the hot-forged sample (Figure 5), which indicates that the texture in this sample is recovered to its original state after heat treatment. This can be attributed to the fact that, after phase transformation, the martensitic 

Compressive properties

The compressive stress versus strain curves of the Co0 and Co4 alloys are illustrated in Fig. 6(a) and (b), respectively. It can be seen that there was a very high work hardening stage following the elastic deformation stage in both alloys. The yield stress, compressive strength and fracture strain for the Co0 alloy were 122MPa, 594MPa and 17.4%, respectively. For the Co4 alloy, the yield stress, compressive strength and fracture strain were 81MPa, 640MPa and 17.3%, respectively. The substitution of 4 at.% Co for Ni did not change the fracture strain, but increased the compressive strength by 46MPa and decreased the yield stress by 41MPa.

The lower yield stress in the FSMAs indeed benefits the rearrangements of martensitic variants and movements of twin boundaries under stress and/or magnetic fields.

Conclusions

The effect of Co addition on microstructure, crystal structure, martensitic transformation, Curie temperature, and compressive properties of Ni 53-x Mn 25 Ga 22 Co x alloys was systematically investigated. Room temperature XRD experiments revealed that the alloys had
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