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A b s t r a c t  

Biofilm formation by pathogenic bacteria brings concerns, particularly in food and 

medical sectors, and is associated with high sanitary risks and economic losses. 

Therefore, preventing their growth is of great importance. The biofilms of probiotic 

bacteria can potentially be used to prevent the surface contamination by pathogenic 

species. Therefore, this work was focused on the investigation of the development of 

biofilms of probiotic Lactobacillus rhamnosus GG (LGG) and the possible control of 

their formation by combining surface functionalisation processes and physico-chemical 

approaches. The effect of different environmental conditions on the kinetics of the 

biofilm growth and on its biochemical composition was analysed by in situ and real 

time measurements with infrared spectroscopy in attenuated total reflection mode 

(ATR-FTIR) under flow conditions. These data were complemented by epifluorescence 

images providing information on the surface distribution and the shape of bacterial cells 

at specific stages of the biofilm development. Compatible with ATR-FTIR 

measurements zinc selenide (ZnSe) crystal was chosen as a substrate, bare or 

functionalised with self-assembled monolayers (SAMs). SAMs were formed from 

alkanethiols terminated by methyl (-CH3), hydroxyl (-OH) or amine (-NH2) groups to 

obtain hydrophobic, hydrophilic and positively charged substrates, respectively. The 

examination of the physico-chemical properties of ZnSe, alkanethiol SAMs and 

cultivated LGG biofilms was performed successively. The kinetics of self-assembly of 

the alkanethiols onto ZnSe, the organisation of molecules, their areal density and the 

surface energy of thus obtained surfaces were studied preliminarily to the biofilm 

cultivation by means of ATR-FTIR spectroscopy, high energy Rutherford 

backscattering spectrometry, and contact angle measurements. The results were 

compared with SAMs formed onto gold-coated ZnSe (Au/ZnSe) crystals, as the 

properties of SAMs on gold, unlike on ZnSe, have been widely described. Substrates 

with a well-defined surface chemistry were obtained on both ZnSe and Au/Znse, on 

which bacterial cells behaved similarly. The analysis of the ATR-FTIR spectra of LGG 

biofilms recorded continuously revealed an important role of the nutritive medium in 

the biosynthesis of nucleic acids, phospholipids, polysaccharides and lactic acid. The 

surface coverage with bacteria and the shape of LGG cells were also medium-

dependent. Substrate properties had low impact on the biochemical composition and 
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shape of LGG cells, but had a critical role in the strength of attachment of cultivated 

biofilms. The adhesive forces between LGG and the different alkanethiol molecules 

were increasing in the order -OH < -CH3 << -NH3
+. The changes in the mechanical 

stress conditions have thus provoked a total removal of the biofilm from substrates with 

–OH and -CH3 groups, whereas the retention was high on the substrate with –NH3
+ 

groups. On the latter substrate, the cells were not damaged and provided a fully 

covered surface after 26.5 hours of cultivation. Finally, the potential of LGG to prevent 

the growth of pathogenic biofilms was estimated using as a model a strain of 

Escherichia coli. The results of the preliminary assays have shown a penetration of 

E. coli in the LGG biofilm, suggesting more complex mechanisms of LGG 

antipathogenic action, than a simple prevention of the adhesion. The findings of this 

multidisciplinary work provide a fundamental understanding of how the direct 

environment, including a support surface, influences the properties of bacterial biofilms 

at the molecular and cellular scales, based on which favourable conditions for the 

enhancement or inhibition of biofilm growth and its mechanical stability can be chosen. 

The potential of the ATR-FTIR method in the research of bacterial adhesion is 

highlighted through the development of ZnSe substrates with controlled surface 

properties.  

  

 



 

R é s u m é  

La formation de biofilms avec des bactéries pathogènes est un problème important, 

particulièrement dans les secteurs médicaux et agro-alimentaires. Ils sont associés à 

des risques sanitaires ainsi qu’à des pertes économiques. La formation contrôlée de 

biofilms du probiotique Lactobacillus rhamnosus GG (LGG) est sélectionnée ici comme 

méthode potentielle pour prévenir la contamination de surfaces par des bactéries 

pathogènes. Nous avons donc étudié le développement de biofilms de LGG ainsi que 

leur possible contrôle en combinant des approches physico-chimiques et de 

fonctionnalisation de surface. L’impact des conditions environnementales sur la 

cinétique de croissance des biofilms et sur leur composition biochimique a été analysé 

par des mesures in situ et en temps réel par spectroscopie infrarouge à transformée 

de Fourier en réflexion totale atténuée (ATR-FTIR) sous conditions de flux. Ces 

données ont été complétées par des images de microscopie en épifluorescence 

permettant d’obtenir des informations sur la distribution et la forme des cellules 

bactériennes sur la surface à des étapes clé du développement du biofilm. Compatible 

avec les mesures ATR-FTIR, un cristal de séléniure de zinc (ZnSe) a été choisi comme 

substrat, nu ou fonctionnalisé avec des monocouches auto-assemblées d’alcane-

thiols (SAMs). Différents groupes fonctionnels ont été étudiés : méthyl (-CH3), 

hydroxyle (-OH) ou amine (-NH2) pour obtenir respectivement des substrats 

hydrophobe, hydrophile ou chargé positivement. Une étude physico-chimique 

approfondie de la surface du ZnSe, des SAMs et de leur impact sur la croissance des 

biofilms cultivés de LGG a été successivement effectuée. La cinétique d’auto-

assemblage des SAMs, leur organisation et l’énergie de surface ont été étudiées en 

combinant ATR-FTIR, spectroscopie de rétrodiffusion de Rutherford à hautes énergies 

et mesures d’angles de contact. Les résultats ont été comparés avec ceux des SAMs 

formées sur un cristal de ZnSe couvert d’une couche d’or, déjà largement décrits dans 

la littérature. Des surfaces chimiquement bien contrôlées ont été obtenues sur les deux 

types de substrat, sur lesquels le comportement des bactéries a été similaire lors de 

la croissance des biofilms. L’analyse des spectres ATR-FTIR des biofilms de LGG 

enregistrés pendant 24 heures a montré un rôle important du milieu nutritif sur la 

composition biochimique et le métabolisme bactériens. Le recouvrement de surface 

par les bactéries et la forme des cellules de LGG sont aussi affectés par les conditions 
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nutritives. Les propriétés du substrat ont un impact faible sur la composition 

biochimique et la forme des cellules de LGG, mais ont un rôle crucial sur la force 

d’attachement des biofilms. Les forces d’adhésion entre LGG et la surface 

fonctionnelle sont croissantes dans l’ordre : OH < -CH3 << -NH3
+. Des conditions de 

stress mécanique ont ainsi provoqué un lessivage complet des biofilms cultivés sur les 

SAMs avec les fonctions -OH et -CH3, contrairement au NH3
+ qui permet une adhésion 

bactérienne importante. Sur ce substrat, les cellules n’étaient pas endommagées et le 

recouvrement total de la surface a été observé après 26,5 heures de croissance. Dans 

un dernier temps, la capacité de LGG à empêcher la croissance de biofilms 

pathogènes a été estimée avec une souche d’Escherichia coli. Les résultats d’essais 

préliminaires ont montré la pénétration d’E. coli dans le biofilm de LGG. Ce résultat 

suggère des mécanismes plus complexes d’action anti-pathogène de LGG que de 

simples propriétés anti-adhésives. Finalement, ce travail a fourni des informations sur 

l’influence de l’environnement, et particulièrement des caractéristiques du support, sur 

les propriétés des biofilms aux échelles moléculaire et cellulaire. Nous avons mis en 

évidence les capacités de la méthode ATR-FTIR dans le domaine de la recherche sur 

l’adhésion bactérienne à travers le développement de substrats dont les propriétés de 

surface sont contrôlées. 



 

R é s u m é  e n  f r a n ç a i s   

Lactobacillus rhamnosus GG (LGG) est une bactérie probiotique en vente libre. Un 

probiotique est un micro-organisme vivant, qui, administré ou consommé en quantité 

suffisante, exerce des effets positifs sur la santé de l’individu hôte. LGG est reconnue 

pour son efficacité dans la prévention et la lutte contre plusieurs types de diarrhées et 

certaines infections du système digestif. Dans ce cadre, l’adhésion de LGG aux 

cellules épithéliales de l’intestin est un facteur important contribuant à sa protection. 

Ainsi, une stratégie prometteuse consiste à développer des surfaces artificielles qui 

favorisent la colonisation de LGG sur des matériaux d’intérêt pour bénéficier de son 

activité de lutte contre la colonisation par des bactéries pathogènes, notamment sur 

des surfaces en contact avec des produits alimentaires. Développer des surfaces à 

chimie contrôlée permettra de comprendre les interactions entre la bactérie et une 

surface. Il sera possible par la suite d’optimiser ces surfaces afin de promouvoir la 

croissance de biofilms bénéfiques dans le cadre de futures applications industrielles. 

Le paramètre clé de cette étude est l’influence de la chimie de la surface considérée 

sur l’adhésion et la colonisation bactériennes. Une fois l’adhésion irréversible de 

biofilms de LGG réalisée, sera-t-il possible d’empêcher grâce à l’ingénierie de surface 

développée l’adhésion d’une bactérie concurrente comme Escherichia coli, souvent 

impliquée dans les contaminations alimentaires ? 

L’adhésion de différentes bactéries sur des surfaces modifiées chimiquement a déjà 

fait l’objet de quelques études. Elles testent l’influence de l’hydrophilie/hydrophobie, la 

charge de surface ou encore l’organisation à l’échelle nanométrique de la surface 

(nano-structuration) par des méthodes de la microbiologie classique et de microscopie 

en fluorescence. Dans ce projet, nous proposons l’utilisation d’approches physico-

chimiques combinées à des méthodes de microbiologie classique pour l’étude de 

biofilms bactériens. L’impact des conditions environnementales sur la cinétique de 

croissance des biofilms et sur leur composition biochimique a été analysé par des 

mesures in situ et en temps réel (c’est-à-dire directement dans leur milieu et de 

manière non destructive) par spectroscopie infrarouge à transformée de Fourier en 

réflexion totale atténuée (ATR-FTIR) sous conditions de flux. Ces données ont été 

complétées par des images de microscopie en épifluorescence permettant d’obtenir 

des informations sur la distribution et la forme des cellules bactériennes sur la surface 
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à des étapes clé du développement du biofilm. Compatible avec les mesures ATR-

FTIR, le séléniure de zinc (ZnSe) a été choisi comme substrat. Pour élaborer les 

surfaces à chimie contrôlée, les monocouches auto-assemblées (SAMs) d’alcane-

thiols sont sélectionnées car elles permettent de donner une fonctionnalité à la surface 

avec une grande stabilité. Les propriétés des SAMs d’alcane-thiols sur l’or ont déjà été 

largement décrites dans la littérature ces trois dernières décennies, alors que très peu 

d’études se sont intéressées à l’adsorption d’alcane-thiols sur les cristaux de ZnSe. 

Nous avons donc réalisé une étude approfondie des propriétés de ces SAMs sur le 

ZnSe nu ou recouvert par une couche mince d’or (~3 nm). Différents groupes 

fonctionnels terminaux ont été étudiés : méthyl (-CH3), hydroxyle (-OH) ou amine (-

NH2) pour obtenir respectivement des substrats hydrophobe, hydrophile ou chargé 

positivement. L’influence de la nature de la nouvelle fonctionnalité de surface sur 

l’adhésion et la croissance des biofilms a ensuite été étudiée et mise en évidence.  

Une étude physico-chimique de la surface du ZnSe, des SAMs et de leur impact sur 

la croissance des biofilms de LGG a été effectuée. Les étapes successives de cette 

étude sont rassemblées dans le schéma de la figure 1 et sont décrites ci-dessous. 

1) Effet du milieu nutritif sur le développement des biofilms LGG. 

Comme les bactéries sont des objets vivants, leur comportement dépend fortement de 

la disponibilité et de la qualité des nutriments. Les nutriments consommés par les 

bactéries influencent la composition de leurs cellules, ce qui conduit directement à la 

variation de leurs propriétés physiologiques. Par conséquent, le premier chapitre de 

ce manuscrit porte sur l’étude de l’influence de trois milieux nutritifs sur le 

développement des biofilms de LGG. Deux de ces milieux sont recommandés pour la 

culture des lactobacilles (MRS, AOAC), et le troisième est compatible avec la 

croissance de nombreuses de souches bactériennes (mTSB). Pour les expériences 

sur les biofilms, ces milieux ont été utilisés à une dilution au dixième par rapport aux 

recommandations du fabricant (ils sont notés ci-après MRS/10, AOAC/10 et 

mTSB/10). Cette faible concentration en nutriments permet de réduire les 

interférences liées au milieu de culture dans le spectre infrarouge des biofilms pendant 

leur culture, tout en conservant la croissance bactérienne. L’analyse des spectres 

ATR-FTIR enregistrés pendant 24 heures lors du développement des biofilms de LGG 

a montré un rôle important du milieu nutritif sur la biosynthèse des acides nucléiques, 
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des phospholipides, des polysaccarides et de l’acide lactique. De plus, la synthèse de 

l’acide lactique a été observée en fonction du temps dans le milieu MRS/10 et 

AOAC/10. La production maximale de polysaccharides a été observée dans le milieu 

mTSB/10, et les biofilms obtenus sont les plus denses. D’importants changements 

dans la forme des bactéries ont aussi été observés, ils sont liés à la mauvaise qualité 

nutritionnelle (mTSB/10) ou à l’acidité induite (AOAC/10) des milieux nutritifs. Malgré 

ses pauvres qualités nutritives, le milieu mTSB/10 a été conservé pour la culture 

ultérieure des biofilms de LGG car il présente les conditions les plus favorables pour 

un fort recouvrement de la surface. 

 

Figure 1. Schéma de l’organisation du projet 
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2) Développement d’une méthode pour l’auto-assemblage de thiols sur le ZnSe : 

effet du protocole de préparation du substrat sur la qualité des SAMs obtenues.  

Après avoir établi le rôle du milieu nutritif sur la croissance de LGG sur le ZnSe, nous 

avons porté notre attention sur le rôle du substrat sur la croissance de LGG sous forme 

sessile. La stratégie de ce projet inclue la fonctionnalisation chimique par un thiol, nous 

avons donc étudié l’importance des propriétés du substrat sur l’organisation des 

SAMs. Notamment, nous avons montré que la procédure de préparation de la surface 

du cristal préalablement à la réaction chimique avec le thiol est une étape importante 

à considérer. Les résultats obtenus nous ont permis de conclure que les SAMs étaient 

plus organisées et plus denses sur le ZnSe recouvert d’or que sur le ZnSe nu. Ces 

différences n’ont, en revanche, pas de conséquences notables sur les caractéristiques 

finales des biofilms de LGG. Par conséquent, nous avons synthétisés les différentes 

SAMs directement sur le ZnSe, c’est-à-dire sans dépôt d’une couche d’or préalable.  

3) Influence des différents groupes fonctionnels du substrat sur le 

développement des biofilms de LGG. 

L’influence des propriétés fonctionnelles du substrat sur la composition biochimique et 

la force d’attachement des biofilms de LGG sur les groupes fonctionnelles ont été 

abordées ensuite dans ce travail. Nous avons montré que LGG peut adhérer et croître 

sur les surfaces modifiées avec différents groupes fonctionnels. Cependant, des 

conditions de stress mécanique appliquées aux différents biofilms ont montré que leur 

rétention est fortement dépendante de la surface sur laquelle ils sont cultivés. En effet, 

les valeurs mesurées des forces d’interaction entre LGG et les différents thiols sont 

les plus grandes avec les groupements –NH3
+. Un biofilm dense avec un recouvrement 

complet de la surface a été obtenu sur ce substrat après 26,5 heures d’incubation. De 

plus, nous avons montré que la membrane des cellules de LGG reste intacte malgré 

la forte interaction électrostatique observée sur ce substrat. 

4) Culture d’un biofilm d’E. coli en présence d’un biofilm de LGG. 

Le dernier chapitre est dédié à l’estimation du potentiel de LGG pour la prévention de 

la croissance d’un biofilm pathogène. E. coli est un bon modèle de bactéries d'intérêt 

sanitaire d'origine fécale. La souche d’E. coli utilisée ici a une forte capacité d’adhésion 

sur les surfaces grâce à la présence de fimbriae de type 1. Elle exprime aussi la 
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protéine fluorescente gfp. Pour distinguer les deux bactéries sur les images obtenues 

avec le microscope en épifluorescence, nous avons utilisé la même souche de LGG 

mais modifiée génétiquement pour exprimer une autre protéine fluorescente (mTag). 

Les résultats de ces essais préliminaires ont montré que le milieu nutritif lui-même joue 

déjà un rôle important sur la croissance d’E. coli sous forme sessile. Cette observation 

montre l’importance du choix du milieu dans des essais d’interférences bactériennes. 

Les résultats obtenus ont montré la pénétration d’E. coli dans le biofilm de LGG, 

suggérant des mécanismes plus complexes d’action anti-pathogène de LGG que de 

simples propriétés anti-adhésives. Nous avons montré ici, qu’il est aussi intéressant 

d’associer les résultats obtenus par spectroscopie ATR-FTIR à ceux obtenus par 

microscopie à épifluorescence pour analyser des biofilms composés de deux souches 

bactériennes. Ces résultats suggèrent des interactions particulières entre cellules 

bactériennes qui méritent des études supplémentaires à conduire dans le futur. 

Pour conclure, ce travail a fourni des informations sur l’influence de l’environnement, 

et particulièrement des caractéristiques du support, sur les propriétés de biofilms 

bactériens aux échelles moléculaires et cellulaires. Ainsi, des conditions favorables 

pour la promotion de la formation de biofilms stables ou l’inhibition de leur 

développement peuvent être contrôlées. Nous avons mis en évidence la puissance de 

la spectroscopie ATR-FTIR dans l’étude du suivi de l’adhésion bactérienne à travers 

le développement de substrats dont les propriétés de surface sont contrôlées. Dans 

cette perspective, il serait intéressant d’étudier les interactions de LGG in situ avec des 

molécules plus complexes, comme par exemple des protéines du lait. De plus, une 

étude avec d’autres espèces bactériennes comme modèles d’organismes pathogènes 

peut offrir un aperçu du potentiel de LGG dans la préservation des surfaces envers la 

contamination par d’autres espèces. Des résultats prometteurs ont été obtenus dans 

ce travail dans le cadre de cette stratégie, car le biofilm de LGG obtenu ici est stable 

mécaniquement, physiologiquement actif, et il présente une distribution bactérienne 

de surface très homogène. 
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G e n e r a l  i n t r o d u c t i o n  

Bacterial adhesion to surfaces with subsequent development into closely linked 

populations (biofilms) is of great concern, particularly, in food industries and medicine 

fields. The sanitary risks and economic losses are especially associated with 

contamination of surfaces of food and medical equipment with biofilms of pathogenic 

species. On the other hand, biofilms composed of non-pathogenic bacteria might be 

beneficial. Thus, probiotic bacteria (i.e. live microorganisms that when administered in 

adequate amounts confer a health benefit on the host) play an important role in the 

protection of human intestinal epithelial cells. The adhesion of probiotic bacteria to 

biological tissues is considered as prerequisite for such protection mechanism, and in 

particular for the inhibition of the development of biofilms of pathogens. Inspired by 

mechanisms of probiotic action in the human intestine, the strategy to protect abiotic 

surfaces from contamination with unwanted microorganisms using probiotics as bio-

protective coating has emerged recently. To advance this strategy, it is of great 

importance to understand the properties of probiotic biofilms and their support 

surfaces, as well as interactions occurring at their interface.  What types of interactions 

with the substrate would lead to the formation of a dense and mechanically stable 

biofilm of probiotics? Are the cells physiologically active in these biofilms? Could they 

act, under those conditions, against adhesion and growth of pathogenic species? The 

research strategy selected in this PhD project was driven by these questions.  

 

 

Figure 2. Graphical abstract of the concept of this project  

As it is shown in figure 2, we selected two bacterial strains as models to carry out this 

work. Lactobacillus rhamnosus GG (LGG) is one of the best-studied probiotics in the 

clinical field, and widely used in food products and supplements. Escherichia coli, a 



 

16 
 

commensal bacterium that, depending on the strain, may present a virulence action, 

was chosen as a model of challenging biofilm to test the antipathogenic properties of 

LGG. Several nutritive conditions and substrates with different functional properties 

were studied in this work for the possible promotion of LGG adhesion and biofilm 

growth to understand the role of the environment in these two processes. The major 

attention was paid on the role of the support surface in the development of LGG biofilm. 

Chapter I describes the state of the art on the concerns associated with the formation 

of biofilms, the strategy for the prevention of pathogenic biofilms with the focus on the 

action of probiotics, as well as the methods for the analysis of biofilms and the role of 

the support surface in a biofilm life cycle. In chapter II, the materials and methods used 

in this work are presented. Chapter III presents the role of the nutritive medium in the 

development of LGG biofilm. Chapter IV is dedicated to the description of the effect of 

the substrate surface properties on the process of the substrate surface 

functionalisation and on the attachment of LGG. Chapter V reveals the impact of the 

functional groups on the substrate surface on the development of LGG biofilms. Finally, 

in chapter VI, the preliminary results of the assays estimating the antagonistic potential 

of LGG against E. coli adhesion and growth are discussed. 
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I. S c i e n t i f i c  c o n t e x t  

1.1 Introduction to biofilms 

1.1.1. Biofilm – what is it made of and how does it form? 

It is widely accepted now that in majority bacteria do not live alone, but prefer to gather 

in groups and accumulate at interfaces [1], [2]. Although, it took some time to realise 

it, truly accept it and integrate in research. That is somewhat ironic, as biofilms are 

everywhere around us. First, they are on us and in us. The teeth, the skin, and 

especially the intestine – we find there up to fifty percent (or more, the debates are still 

on [3]) of cells that originate from the foreign environment. Next, we shall look around. 

One way to start is by taking a bath. Basins, bathtubs and drains, shower shelves and 

curtains have all been reported as niches for biofilm growth [4]. A recent study on the 

“dark side” of bathtub toys has revived a broad attention to the topic [5]. Fundamentally, 

it is not so surprising. All organisms are vitally in need for water. It might well be 

expected then – wherever there is water biofilms will form easily. Luckily for us, water 

is abundant in nature with most of it found in oceans. It is clear then that a vast amount 

of research is directed on marine biofilms appearing both on biotic and abiotic surfaces. 

Regarding the latter ones, we often want to avoid biofouling as it leads to fast material 

wear and, associated with it, costs for a change or repair. However, sometimes it helps 

to clean the environment, for example by degradation of plastic [6]. Biofilms are found 

not only in sea, but also in contact with drinking water. They are harboured on pipes of 

the water systems even after disinfection treatments [7]. Understanding of biofilms is 

a key for providing safe water and, in its essence, a step towards better knowledge of 

anything that resides in an aqueous system.  

Biofilms can be defined as communities of microorganisms embedded in a self-

produced matrix of extracellular polymeric substances (EPS) and adherent to each 

other and/or a surface [8]. The first description of a biofilm is attributed to Antonie Von 

Leeuwenhoek (1632 – 1723) when he observed the microbes taken from his dental 

plaque under a self-constructed microscope. The term of biofilm as we know it today 

was introduced only in the 20th century, first, in environmental microbiology and few 

decades after in the medical field [9]. Biofilms can be single-species or multispecies, 
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bacterial or fungal. Importantly, a large part of a biofilm (up to 90 %) is represented by 

the extracellular matrix, the role of which in its lifestyle cannot be underestimated 

(figure 1.1). The matrix of a biofilm is a complex environment that is largely represented 

by polysaccharides, but also include proteins (enzymes, lectins and proteinaceous 

adhesins), lipids, nucleic acids and water, the latter being the major substance [10]. 

 

Figure 1.1. Functions of the extracellular matrix in a biofilm 

Owing to a diverse composition of its matrix, biofilms are able to adapt to ever-changing 

environment making them extremely versatile inhabitants. However, the likeliness of 

biofilm growth and even more of its initiation is affected by many factors, i.e. 

microorganisms involved, surrounding nutrients, the nature of the substrate, and 

physico-chemical properties of the environment. Biofilms cultivated from specific 

bacteria are in the focus of this work. 

Bacteria are prokaryotic (no membrane-defined nucleus) single-celled organisms that 

are varying in shapes (rod, sphere, curved, etc.) and have an average size of a few 

micrometres. Based on the features of the cell wall, bacteria are divided in two groups 

– Gram-positive and Gram-negative. This classification is based on the membrane 

differences which were observed in coloration tests with bacteria by Hans Christian 

Gram (1853 – 1938). In brief, the difference of two groups is in the thickness of the 

peptidoglycan layer, which is high in Gram-positive bacteria and much lower in Gram-
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negative ones. In addition, the outer membrane composed mainly of 

lipopolysaccharides is present only in Gram-negative cells.  

Many bacteria are motile thanks to the presence of extracellular appendages named 

flagella, common especially for rod-shaped bacteria. In addition, bacteria can possess 

surface appendages (pili in both types or fimbriae in Gram-negative cells), which help 

them adhere to substrates and keep them from washing away with a liquid flow. They 

also act as sensors for substrates aiding the cell to “realise” that it arrived to its 

proximity [11]. From here, given the substrate and nutrient conditions are suitable, the 

process of biofilm formation begins (figure 1.2). 

 

Figure 1.2. Schematic representation of biofilm development. Modified from [12] 

Upon arrival to a surface, a cell will start to synthesise EPS. In the beginning, bacterial 

attachment is considered as reversible as gentle forces applied for example during 

rinsing flow will result in removal of the young biofilm from the surface. Later, the EPS 

layer will thicken up leading to the enhancement of mechanical stability of the biofilm. 

At this point, a biofilm has reached its maturation and its attachment to the surface is 

considered as irreversible. The further biofilm evolution will generate complex 

structural architecture, from which some cells eventually will be dispersed into 

surrounding environment. These planktonic cells will free-float in the medium until 

finding a new spot on the surface where they can join or initiate a biofilm again. 

1.1.2. Sanitary risks associated with biofilms and strategies of their 

prevention  

a) Nosocomial infections 

Despite biofilms are so well integrated in nature, some of them bring sanitary concerns. 

This is especially the case in the medical field as up to 80 % of human bacterial 

infections are associated with biofilms [13]. Several bacteria, such as Pseudomonas 

planktonic cells

sessile cells

EPS

arrival to the surface,

reversible attachment

start of EPS production,

transition to irreversible attachment
biofilm maturation dispersion of cells

planktonic cells
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aeruginosa (P. aeruginosa), Staphylococcus aureus (S. aureus), and Escherichia coli 

(E. coli) are main causes of concern in hospital environment.  For example, some 

strains of P. aeruginosa, develop persistent biofilms using the mechanism similar to 

“walking” as pili move across biotic and abiotic surfaces and producing thick alginate 

matrix [14]. Alginate is a very strong virulence factor affecting children with cystic 

fibrosis [15]. Critically ill people are, in general, of special consideration due to 

increased risk of bacterial infection associated with potentially contaminated devices 

used for health care. For example, ventilator-associated pneumonia (VAP) is the most 

common infection among the critically ill, whereas P. aeruginosa and S. aureus are its 

most frequent causes [16]. VAP is a major clinical and economical problem owning to 

significant mortality and prolonged hospital care, the latter resulting in elevated health 

care costs up to US$40,000 per episode [17]. Other nosocomial infections can be 

acquired through uropathogenic strains of E. coli. These strains use special 

proteinaceous adhesins (type 1 fimbriae) for specific binding to mannose sites on the 

uroepithelium, provoking an inflammatory response of the tissue [18]. For instance, 

urinary infections are the most common healthcare-associated infections in the United 

States, 75 % of which are associated with biofilms on a urinary catheter [19]. An 

additional risk of bacterial infection, especially for people with compromised health, is 

associated with the presence of biofilms of opportunistic pathogens in water 

distribution systems, which have only recently appeared as a subject of investigation. 

For example, mycobacterial populations were found to grow on hospital shower pipes, 

including strains provoking pulmonary and disseminated (spreading) infections in 

immunocompromised individuals [20]. Legionella strains are other representatives of 

pathogens that can be located in water distribution systems [21], [22]. These 

microorganisms are at the origin of life-threatening pulmonary diseases. Hence, it is of 

major importance to take timely measures to effectively eliminate or prevent biofilm 

appearance, especially in places with high level of risks of bacterial infections such as 

hospitals. 

b) Contamination of food 

Food-processing equipment is another potential source of pathogenic contamination, 

in case of which a large population of people may be affected. Some of the most 

frequent pathogens that contaminate food, the consumption of which results in an 

infection, include Salmonella strains, E. coli, Listeria monocytogenes 
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(L. monocytogenes) and S. aureus. In France for example, over 1000 cases of 

collective food poisoning occur annually affecting more than 10000 people sometimes 

with a fatal result [23]. In these outbreaks, pathogens were found in meat, fish, poultry, 

eggs, dairy products and ready-to-eat meals. Herein, more than half of reported 

poisoning cases that have occurred in catering establishments were contributed by 

contamination from equipment (figure 1.3). Thus, currently employed methods for 

cleaning and disinfection procedures or the awareness of maintaining hygiene of 

surfaces are not sufficient to eliminate pathogenic biofilms. For example, a study of 

Latorre et al. of the samples from a real milk farm have reported the presence of 

L. monocytogenes species on the equipment surface despite routine cleaning 

procedures with water, salts and acidic solutions [24]. The observation of the presence 

of pathogens in bulk tank milk for several months was consistent with the authors’ 

hypothesis that continuous sloughing of cells from a biofilm on the used equipment 

could result in a subsequent continuous milk contamination. L. monocytogenes can be 

a cause of serious health disorders like gastroenteritis in healthy individuals or 

spontaneous abortion in pregnant women [25]. Of course, the process of milk 

pasteurisation would result in elimination of danger from pathogen presence. However, 

the consumption of raw milk is increasingly popular in recent years [26] with 

consequent raise of alarm towards sanitary risks in dairy industry.   

 

Figure 1.3. Percentage of collective food poisoning in catering establishments caused by pathogen source 
from equipment with respect to a total number of cases from 2006 to 2017 in France (data collected from 

the annual epidemiological reports of French National Public Health agency [23]) 

E. coli is also frequently reported as a contaminant of food products appearing there 

from animal sources and as a result of poor hygiene conditions. It should be mentioned 

that some E. coli strains are naturally present in the intestine constituting the human 

microbiome. However, some strains of E. coli are recognised as pathogenic due to 

virulence factors including production of potent toxins and/or invasion into epithelial 
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cells. These factors may provoke severe damage of the intestine and other organs 

such as kidneys [27]. The infection with E. coli is primarily associated with eating 

undercooked meat, but dairy products and other food may also be potential 

transporters [23], [28]. For example, a very recent case of collective poisoning in 

France has occurred owning to the presence of pathogenic E. coli in several types of 

cheese [29]. It led to at least 13 paediatric episodes of haemolytic-uremic syndrome, 

the symptoms of which include bloody diarrhoea, fever, vomiting, and weakness. The 

ultimate concern associated with E. coli biofilms is that only a slight contamination of 

surfaces (few hundreds organisms) may result in development of infection [30].  E. coli 

strains form biofilms in a very wide range of conditions – stainless steel, glass or 

polystyrene at 12, 20, or 37°C [31]. It is therefore clear that finding efficient treatment 

for disinfection of surfaces remains a difficult task. 

c) Strategies to fight with pathogenic biofilms  

The challenge associated with biofilm infections is due to the fact that most of research 

characterising the physiology of bacteria, including studies of response to antibiotics, 

has been performed on planktonic cells. However, bacteria in biofilms have higher 

resistance to antimicrobial treatment supported by extracellular matrix (figure 1.1), 

genetic adaptation and reduced metabolic and growth rates of bacteria [32]. The 

concentration of antibiotics required to inhibit or stop pathogen growth in biofilms can 

be 10 to 1000 times higher compared to their planktonic counterpart [33]. Hence, 

methods to inhibit bacterial growth developed using batch cultures cannot be directly 

applied for elimination of biofilms, and new strategies of antibacterial treatment are 

progressively developed, which are listed below. 

Solving a problem of pathogenic biofilm formation involves two main directions that are 

referred here as “prevention from bottom” and “elimination from top” (figure 1.4). The 

former approach is based on the treatment of surfaces for avoiding or diminishing 

bacterial adhesion. Many treatments of such kind render the surface extremely 

hydrophobic. In such condition, the surface gains self-cleaning properties similar as 

exhibited by the leaves of some plants in nature, e.g. those of the lotus flower. Other 

types of surfaces are designed to release antimicrobial substances thus preventing 

bacterial development through a range of mechanisms as diffusion to the aqueous 

phase, erosion/degradation of loaded matrices (collagen, poly-dl-lactic acid, chitosan), 

https://en.wikipedia.org/wiki/Bloody_diarrhea
https://en.wikipedia.org/wiki/Fever
https://en.wikipedia.org/wiki/Vomiting
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hydrolysis of covalent bonds (functionalised polymers), etc. [34]. The active 

compounds used in this kind of substrates inhibiting pathogen growth include silver, 

chlorhexidine, antibiotics, antimicrobial peptides – individually or as a mixture. 

Coatings releasing oxidizing agents such as hydrogen peroxide and other reactive 

oxygen species (ROS) were also reported as promising substrates for diminishing 

bacterial growth as a result of the damage of bacterial cell wall through lipid 

peroxidation [34]. In particular, photoactive materials like titanium dioxide (TiO2) or zinc 

oxide (ZnO) possess antimicrobial potential due to ROS production induced especially 

by UV, but also visible range light (related to their photo-catalytic activity) [35], [36]. 

The second strategy involves the use of molecular compounds that disrupt 

physiological processes in bacterial cells. Quorum sensing (QS) is an important 

mechanism in biofilm formation, which coordinates gene expression in bacteria in 

accordance with their density and takes part in the regulation of virulence factors [37]. 

The use of synthetic molecules, e.g. metabromo-thiolactone, appear to inhibit QS 

receptors in P. aeruginosa and consequently biofilm formation and virulence [38]. 

Naturally available molecular compounds from garlic [39] and ginseng [40] were also 

shown to decrease QS and promote faster recovery from P. aeruginosa infection. 

Interestingly, in some cases natural QS peptides produced by bacterial cells are able 

to kill their own cells at higher concentration [41]. 

 

Figure 1.4. Summary of strategies for inhibition of pathogenic biofilm formation and growth: two main 
approaches involve substrate modification (“prevention from bottom”), or addition of molecular compounds 

in the medium to disrupt physiological processes in the installed biofilm (“elimination from top”)  
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Some nucleotides, i.e. monomers of DNA and RNA biomolecules, participate in the 

transformation of the bacterial cell from motile to sessile form of life, particularly in 

Gram-negative bacteria [42]. Thus, the drugs targeting nucleotides signalling will also 

inhibit biofilm growth. In addition, disruption of bacterial adhesins, such as pili and curli, 

and introducing bacteriophages, i.e. viruses infecting bacteria, are alternative routes to 

inhibit the growth or kill bacteria in a biofilm, respectively [37], [43]. 

Despite a wide range of strategies explored for inhibiting the growth of pathogenic 

biofilms, there is no consensus on the method that would be the most efficient in 

preventing or eliminating the risk of pathogens growth at surfaces. The development 

in the area of research for fighting the surface-associated pathogenic bacteria is 

relatively nascent, and as such many interesting routes are investigated for their 

potential to aid in this field. One very exciting strategy to control pathogen growth is 

based on the phenomenon of bacterial interference and has been gaining attention in 

recent years. In nature, microorganisms typically form multispecies biofilms benefiting 

from each other’s presence. For example, degrading of nutrients by one bacterium 

may give a source of food through by-products for another species, while the presence 

of both species contributes to biofilm stability [44]. Otherwise, one organism may 

outcompete the other one thanks to a more suitable adjustment to environmental 

conditions and synthesis of molecules provoking the damage of other bacteria [45]. 

Our intestine is a good example of complex bacterial relationship, in which beneficial 

organisms (probiotics) regulate the presence of non-beneficial ones on the epithelial 

cells. Bacterial interactions of such kind lay the base of the promising route for 

prevention and inhibition of pathogenic biofilm growth also on abiotic supports. 

1.1.3. Probiotic bacteria as a tool to fight biofilms of pathogens 

Probiotics are defined as live microorganisms that, when administered in adequate 

amounts, confer a health benefit on the host [46]. The definition implies no limit to the 

route of administration (e.g. oral, vaginal, topical, rectal), however more ordinarily 

probiotics are used as parts of food and drugs consumed orally and delivered to the 

intestine as site of action [47]. The term probiotics commonly refers to bacteria, 

especially lactobacilli, but other bacterial species, e.g. E. coli Nissle 1917 [48]–[51], or 

yeast (Saccharomyces cerevisiae, Issatchenkia occidentalis [52]) also exist. The idea 

of consuming beneficial live microorganisms to improve health was first suggested by 

https://www.thesaurus.com/browse/ordinarily
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the immunologist Élie Metchnikoff in the early 1900s [53]. Unlike many others at that 

time, he assumed that intestine microbiome per se is a part of a normal healthy human, 

whilst the population of “putrefactive” bacteria can be reduced with the aid of lactate-

producing bacteria consumed for example with yogurts. He also speculated that life 

expectancy can be increased when, among others, sour milk is consumed regularly 

since childhood [54]. Metchnikoff’s recommendations have gained higher industrial 

and public interest during the 20th century. The first commercial product with probiotics 

was made by Japanese company Yakult in 1935. The first lactic acid bacteria brand in 

Europe was opened in 1990s by Valio company (Finland) with introduction into their 

dairy products a probiotic bacterial strain Lactobacillus rhamnosus GG (LGG). Since 

then, the interest in using probiotics as part of food or medical supplements has been 

continuously increasing, which has resulted in a multi-billion worldwide industry 

nowadays [55]. 

It is known today that beneficial effects related to the probiotic presence for example 

on epithelial cells include the function of protective barrier, inhibition of pathogen 

activity and modulation of the immune system [56]. More precisely, antivirulence action 

occurs through inhibition of adhesion of pathogens and of quorum sensing in 

pathogenic biofilms, competition for nutrients, release of antimicrobial substances and 

neutralisation of toxins ([57], figure 1.5). Despite clear evidence of clinical benefits of 

probiotic species and its ability to eliminate pathogen-associated symptoms, it is only 

recently that studies deciphering interactions between probiotic and pathogens in 

biofilms started to appear (figure 1.5).   

  

Figure 1.5. Antivirulence action of probiotics, left, and number of annual scientific communications 
cited in Web of Science in the field combining “probiotic” and “biofilm” and “pathogen” (search 

parameters), right 

Table 1.1 lists examples of studies of antagonistic action of probiotics towards 

pathogenic bacteria. Overall, the works reported positive results regarding inhibition 

effect of probiotics on pathogens. Most of studies revealing mechanisms of 
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antipathogenic action of probiotic bacteria have been performed in medically relevant 

field, i.e. utilising cells that provoke infections in human urine tract, lungs, mouth and 

skin [48], [49], [51], [58]–[65] . Notably, the community of probiotics investigated for its 

antipathogenic potential is very broad and the protocols for conducting the experiments 

are varying significantly. Antipathogenic potential of probiotics was evaluated either by 

studying the impact of antimicrobial substances released into the culture medium 

during the incubation of probiotics (cell-free culture supernatants, CFCS) [50], [58], 

[59], [61]–[63], [65]–[69] or by using probiotics as whole cells to inhibit pathogenic 

biofilms [48], [49], [51], [60], [63], [64], [67], [70]–[72]. The former approach is easier in 

practice, as there is no need for methods to distinguish bacterial species in the analysis 

(e.g. multiple agar plates for counting colony forming units or fluorescence in situ 

hybridization), which might be tedious and time-consuming to elaborate. However, the 

dynamic changes in the important mechanisms of bacterial interplay (co-aggregation, 

adhesins interaction, competition for nutrients) are omitted in this experimental set-up. 

More complex picture on the antipathogenic action can be obtained when probiotics 

used as whole cells to prevent, outcompete, or displace pathogenic biofilms. The latter 

three mechanisms of action are fundamental for three possible scenarios that are 

evaluated in so called exclusion (when probiotic biofilm is formed preliminarily to 

addition of pathogenic cells for further incubation), competition (when the surface is 

exposed to pathogens and probiotics in the co-culture simultaneously) and 

displacement (when pathogenic biofilm is formed preliminarily to addition of probiotic 

cells for further incubation) assays. The choice of assay depends on the application 

field and the investigated hypothesis. In case of a disease, pathogenic biofilms formed 

on the organ cells are of expectance, and the idea of their disruption (displacement 

test) is likely first to arise. Nonetheless, at early stages of clinical infections or even for 

prophylactic purpose the competition and exclusion, respectively, are also relevant 

processes.  

 



 
Table 1.1. Examples of studies of antipathogenic action of probiotic bacteria 

Probiotics  Pathogens  Method of evaluation of inhibition of pathogenic biofilms Temp., ºC Time, h Relevance Ref 

Biofilms formed on the bottom of microtitre plates 

Lactic acid bacteria (LAB) 
isolated from food 

15 various 
pathogenic strains 

co-incubation with probiotic cell-free culture supernatants (CFCS) 

- XTTa assay 

37 24 Suppression of oral 
pathogens 

 

[58] 

L. acidophilus, L. sakei E. coli O157:H7 co-incubation with CFCS  

- crystal violetb staining 

30 48 Reduction of 
virulence of 

foodborne 
pathogens 

[66] 

LAB isolated from chicken and 
calves 

K. pneumonii, E. coli co-incubation with CFCS 
or 
co-incubation with acids produced by LAB 
or 
co-incubation with probiotic cells (competition assay) 

- crystal violet staining + FISHc staining 

37 24 Use of probiotics as 
growth promoters in 

animal feed 

[67] 

L. acidophilus, L. fermentum, L. 
plantarum, L. rhamnosus and 
Bio-Kult® (commercially 
available mixture of probiotics) 

E. faecalis and E. 
coli 

co-incubation with CFCS 

- crystal violet staining 

37 18 Treatment of urinary 
tract infections 

[59] 

S. oralis and S. salivarius S. pyogenes co-incubation with probiotic cells (competition assay) 

- imaging with scanning electron and confocal laser scanning  microscopies 

37 72 Protection of 
respiratory tract 

epithelial cells by 
probiotics 

[60] 

E. coli Nissle 1917 
 

other E. coli strains  co-incubation with probiotic cells (competition assay) 

- recovery of the biofilm and plating on appropriate agar plates for CFUd counting   

37 overnight Prevention of 
intestinal infections 

[48] 

L. acidophilus, L. casei, L. 
paracasei, L. rhamnosus 

S. Typhimurium, L. 
monocytogenes 

co-incubation with probiotic cells (competition assay) 
or  
formation of probiotic biofilm preliminarily to addition of pathogenic cells for further incubation 
(exclusion assay) 
or 
formation of pathogenic biofilm preliminarily to addition of probiotic cells for further incubation 
(displacement assay) 

- recovery of the biofilm and plating on appropriate agar plates for CFU counting   

37 24 Inhibition of biofilms 
of foodborne 

pathogens 

[70] 

L. casei Shirota, L. rhamnosus L. monocytogenes - formation of probiotic biofilm preliminarily to addition of pathogenic cells for further incubation 
(exclusion assay) 
- recovery of the biofilm and plating on appropriate agar plates for CFU counting   

30 24 Inhibition of biofilms 
of foodborne 

pathogens 

[71] 

14 various probiotic strains 
 

P. acnes, S. aureus,  
E. coli, 
P. aeruginosa 

co-incubation with CFCS (8h) 
or 
incubation without (4 h) and then with CFCS (24 h) 
- crystal violet staining 

37 See details 
in method 
description 

 

Treatment of skin 
disorders 

[61] 

LAB isolated from Tunisian 
traditional fermented food 

L. monocytogenes co-incubation with CFCS (24 h) 
or 
incubation without (24 h) and then with CFCS (24 h) 

- crystal violet staining 

37 See details 
in method 
description 

Inhibition of biofilms 
of foodborne 

pathogens 

[68] 

L. sakei, L. lactis, L. curvatus, 
L. helveticus, W. viridescens 
isolated from food 

L. monocytogenes, 
E. coli O157:H7,  
S. Typhimurium 

Formation of probiotic biofilm (48 h) preliminarily to addition of pathogenic cells for further 
incubation for 24, 48 or 72 h (exclusion assay) 

- recovery of the biofilm and plating on appropriate agar plates for CFU counting   

30 See details 
in method 
description 

Inhibition of biofilms 
of foodborne 

pathogens 

[72] 

a XTT – tetrazolium-based chemical reagent that is reduced by mitochondrial enzymes in live cells forming water-soluble orange-coloured product; it enables determination of the quantity of live cells. 
b crystal violet is a cationic dye, which binds to proteins and DNA; the degree of colourisation after staining is proportional to biomass quantity  
c FISH refers to Fluorescence In Situ Hybridization, a staining technique that is specific to particular DNA, hence enabling identification of different species in a mixed biofilm  
d CFU – colony forming units 
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Biofilms formed on other types of surfaces (glass, titanium, hydroxyapatite, falcon tubes, functionalised surfaces, enamel) 

L. fermentum S. aureus, 
P. aeruginosa 

co-incubation with CFCS (48 h) in microtitre plates or on glass slides 
or 
incubation without (4 h) and then with CFCS (24 h) 

- crystal violet staining and confocal laser scanning  microscopy 

37 See details 
in method 
description 

Treatment of clinical 
infections 

[62] 

L. rhamnosus, L. paracasei S. mutans, S. oralis co-incubation with CFCS on titanium disks (24 h) 
or 
co-incubation with probiotic cells for 24 h (competition assay)  
or 
formation of pathogenic biofilm (1 h) preliminarily to addition of probiotic cells for further 
incubation for 24 h (displacement assay) 
or 
formation of probiotic biofilm (0.5 h) preliminarily to addition of pathogenic cells for further 
incubation for 24 h (exclusion assay) 

- recovery of the biofilm and plating on appropriate agar plates for CFU counting   

37 See details 
in method 
description 

 

Suppression of oral 
pathogens 

[63] 

E. coli Nissle 1917 P. aeruginosa formation of pathogenic biofilm (24 h) on pegs of a modified polystyrene 
microtitre lid preliminarily to addition of probiotic cells for further incubation for 4 h 
(displacement assay) 

- crystal violet staining  
and 
- recovery of the biofilm and plating on appropriate agar plates for CFU counting 
and 
- confocal laser scanning  microscopy 

37 See details 
in method 
description 

 

Prevention of gut 
infection 

[49] 

22 various probiotic strains S. mutans incubation without (1 h) and then with CFCS on hydroxyapatite discs for 24 or 48 h 

- crystal violet staining  
and 
- recovery of the biofilm and plating on appropriate agar plates for CFU counting   

37 See details 
in method 
description 

 

Suppression of oral 
pathogens 

[65] 

E. coli Nissle 1917 E. coli O157:H7, 
P. aeruginosa, 
S. aureus,  
S. epidermidis 

co-incubation with CFCS in Falcon culture tubes 

- recovery of the biofilm and plating on appropriate agar plates for CFU counting   

37 24 Prevention of 
pathogenic biofilms 

in general 

[50] 

L. rhamnosus GG, 
S. salivarius K12 

S. aureus, 
S. epidermidis 

co-incubation with CFCS in mictotitre plates coated with fibronectin for 48 h 
or  
incubation without (4 or 24 h) and then with CFCS ( for total 48 h) 

- safranine staining 

37 See details 
in method 
description 

 

Prevention of 
pathogenic biofilms 

in general 

[69] 

8 various probiotic strains S. mutans formation of probiotic biofilm in flow conditions on bovine enamel slabs preliminarily to addition 
of pathogenic cells for further flow (exclusion assay) 
or  
formation of pathogenic biofilm in flow conditions on bovine enamel slabs preliminarily to 
addition of probiotic cells for further flow (displacement assay) 

- recovery of the biofilm and plating on appropriate agar plates for CFU counting   

37 Various 
times 

depending 
on flow 

conditions 

Use of probiotics for 
caries prevention  

[64] 

E. coli Nissle 1917 E. faecalis  formation of probiotic biofilm (5 days) on mannoside-functionalised PDMS preliminary to 
addition of pathogenic cells for further incubation for 11 days (exclusion assay) 
- optical microscopy 
and 
- recovery of the biofilm and plating on appropriate agar plates for CFU counting   

37 See details 
in method 
description 

 

Treatment of urinary 
tract infections 

[51] 

e Safranin is positively charged dye that binds to negatively charged parts of cells; alternative to crystal violet for biomass estimation [73]  
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Pre-forming probiotic biofilms can be a very efficient strategy to inhibit pathogenic 

biofilm formation. For example, in the work of Trautner et al. the development of biofilm 

by Enterococcus faecalis, an urinary pathogen, was impeded by non-pathogenic E.coli 

biofilm formed on mannose-functionalised surface [74]. Herein, the stability of the non-

pathogenic E. coli biofilm was ensured thanks to specific interaction between fimbriae 

type 1 present on the E. coli cell wall and mannose grafted on the substrate. Similarly, 

E. faecalis biofilm formation was inhibited by E. coli Nissle 1917 on the substrates 

functionalised with mannosides in exclusion assay that was conducted for as long as 

11 days [51]. More commonly however, experiments (table 1.1) are carried for shorter 

periods of time – from 24 to 48 hours. For example, in the study of Gómez et al. 

potential probiotic lactic acid bacteria (LAB) formed a biofilm within 48 hours and 

reduced significantly formation of the biofilm by foodborne pathogens E. coli O157:H7, 

Listeria monocytogenes, and Salmonella typhimurium [72]. Biofilms of the latter two 

pathogens were also inhibited by LAB in exclusion and competition assays in the study 

of Woo and Ahn [70]. Interestingly, in their work Lactobacillus rhamnosus had the most 

enhanced biofilm formation among other lactobacilli, and in both exclusion and 

competition assays more probiotic cells were counted than when probiotics were 

incubated alone. This indicates potential growth advantage of L. rhamnosus over 

S. typhimurium and L. monocytogenes and makes prominent a promising route to 

enhance surface hygiene by utilising probiotic biofilms in food industry. It also shows 

that strong adhesive capacity of probiotic cells is a beneficial factor for elimination of 

pathogenic biofilms. In fact, it is considered as a prerequisite for biofilm formation and 

concomitant beneficial mechanisms [56]. 

One strain of L. rhamnosus – LGG – has particularly remarkable adhesive properties 

compared to other lactobacilli strains and probiotic species [75]; it is even used as a 

reference in adhesion assays for other bacterial species [76]. It is a Gram-positive rod-

shaped bacterium that attaches strongly to both epithelial cells and abiotic surfaces 

through the mediation by cell wall adhesins, LGG-specific SpaCBA pili [77]. The name 

refers to three units comprising the LGG pilus – the major pilin spaA exerting structural 

function (as a backbone) and covering it minor pilins SpaB and SpaC playing functional 

role (spaC predominantly), i.e. adhesion to mucus. Interestingly, it was found that pili 

on the LGG cell reinforce interaction also with an abiotic surface [78], on which LGG is 

able to form biofilm [79]. In addition to outstanding adhesion properties, LGG was 
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shown to produce antimicrobial substances active against a range of Gram-positive 

and Gram-negative bacteria [80], [81] and more recently yeast [82]. The clinical 

benefits from LGG consumption in form of dairy products or food supplements have 

been provided in massive research owning to its early place on the market of probiotics 

(Valio Ltd, Finland). These benefits are mainly associated with the promotion of gastro-

intestinal health, such as treatment and prevention of diarrhoea [83]. There is also an 

evidence of LGG immunomodulatory action against allergic diseases [84]–[86], 

prevention of caries [87], [88], and treatment of pulmonary diseases [89], [90]. In 

addition, some studies suggest a promising potential of LGG to induce tumour 

regression [91], [92] and prevent obesity [93].  The consumption of this strain in a form 

of dairy products, juices, cheeses, and capsules in over 40 countries worldwide has 

proven its safe use. It thus appears as a perfect candidate for combatting with 

pathogenic biofilms, yet the studies evaluating LGG potential against pathogenic 

biofilms only recently began to appear [64], [82], [94]. For example, Schwendicke et al. 

showed the effect of LGG and a range of other probiotics against growth and biofilm 

formation of cariogenic bacteria (Streptococcus mutans) on bovine enamel slabs in 

exclusion and displacement assays [64]. In another work, S. mutans and a mix of other 

pathogens (S. sanguinis, C. albicans, A. actinomycetemcomitans, and F. nucleatum) 

formed also less dense biofilms in presence of LGG on saliva-coated hydroxyapatite 

in competition assay [95]. Besides oral cavity, LGG (in particular its lectin domains) 

inhibit biofilms of pathogens of the intestine (Salmonella enterica serovar typhimurium) 

and urinary tract (uropathogenic E.coli) [81]. Recently, it was also reported that LGG 

is able to inhibit biofilms of fungal pathogen Candida albicans by breaking down chitin, 

the main polymer in the hyphal cell wall of C. albicans [82]. The mechanisms of how 

LGG inhibit pathogens growth remain not fully understood. It is apparent that lectin-

like proteins secreted by LGG are able to destabilise the structure of a pathogenic 

biofilm by selective binding to the components of its matrix (such as glycosylated 

colanic acid in the matrix of S. typhimurium and E. coli) [81]. Herein, the extracellular 

matrix in biofilms is varying in composition depending on bacterial species, which can 

explain the strain-specific differences in the antimicrobial action of LGG. In addition, 

some studies have revealed lactic acid as being the main antimicrobial component 

[96], [97], although it is clearly not specific for LGG. It is plausible that its role is to 

permeabilise the membrane of Gram-negative cells, thus facilitating the antibacterial 

action of other compounds [75]. As the antimicrobial action depends on metabolic 
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bacterial activity, both pathogens and probiotics, a nutritive medium is of major 

importance. Interestingly, even the concentration of nutrients appear to be a significant 

factor. Indeed, Petrova and co-authors [81] showed that lectin domains isolated from 

LGG inhibit planktonic cultures of Salmonella only in non-diluted nutritive medium, 

whereas, surprisingly, in 20-fold diluted medium the antipathogenic effect was absent. 

As authors suggested, Salmonella is able to degrade LGG lectins in poor medium and 

use them to grow, or lectins promote sugar uptake. LGG biofilms are also affected by 

the nutritive medium properties. Thus, Lebeer et al. reported inverse correlation 

between the density of LGG biofilms on the abiotic surface (polystyrene) and the 

concentration of fermentable sugar (glucose) in the nutritive medium [79]. Altogether, 

this highlights the significance of the choice of suitable experimental conditions in 

antipathogenic assays using LGG and other probiotics.  

1.2 Strategies for biofilm investigation  

1.2.1. Methods used for biofilm analysis  

The diversity in biofilm nature, as well as its complex structure and composition 

demand the use of multiple methods for gaining subtle knowledge on its properties. 

Various characterisation techniques complement each other for studying biofilms from 

chemical, physical and microbiological perspective enabling identification of 

microbiological species in the biofilm, studying of its biochemical composition and 

evaluation of its structural properties (figure 1.6). Overall, the techniques for biofilm 

examination can be separated into two categories – those that allow direct observation 

and the ones requiring preliminary removal of the biofilm from the surface. 

a) Direct observation of biofilms by imaging methods 

The methods allowing direct observation of biofilms are represented by various 

microscopic techniques, such as optical, scanning electron and atomic force 

microscopy. 

Optical microscopy is one of the most classical methods used for biofilm analysis. It is 

a relatively low-cost and easy to use imaging technique that demands little sample 

preparation. Using epifluorescence, the microscope detects the light emitted by 

fluorochrome molecules that are used to stain the sample. It can also be performed in 
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the confocal mode, in which images are reconstructed into three-dimensional picture 

of the biofilm architecture. This method is effective to obtain information on the 

distribution of different components within the biofilm owing to specific binding between 

chosen fluorochrome and certain molecules, such as nucleic acids, proteins or 

polysaccharides. 

 

Figure 1.6. Examples of methods used for the analysis of physical, chemical and microbiological 
properties of biofilms 

Thus, DAPI, Syto 9, SYBR Green are examples of commercially available dyes that 

bind to nucleic acids, and they are commonly applied for biofilm staining ([98]–[101]). 

As nucleic acids are more concentrated inside the cells than in the biofilm matrix these 

fluorochromes will typically enable visualisation of the shapes of bacterial cells. For 

staining polysaccharides of the matrix, lectins can be used, i.e. proteins that links with 

carbohydrate moieties, conjugated with fluorochromes. An example of such lectins is 

Concanavalin A that binds to glucose and mannose residues [102], [103]. 

In addition to component localisation, staining techniques allow recognition and 

localisation of physiologically active bacteria in a biofilm. This is achieved through a 

biochemically induced reaction. The examples are tetrazolium salts such as CTC (5-

Cyano-2,3-di-(p-tolyl)tetrazolium chloride) and XTT (2,3-Bis-(2-Methoxy-4-Nitro-5-

Sulfophenyl)-2H-Tetrazolium-5-Carboxanilide) reduced by cellular respiration chain 

and mitochondrial enzymes in live cells,  respectively [58], [104], [105]. In case of CTC, 

the reduction induces the formation of insoluble and fluorescent formazan crystallised 
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and trapped in the membrane enabling the assess on a per cell basis with the 

fluorescence microscope (excitation / emission: 540 / 630 nm). When XTT is used, 

however, the formed product is soluble and orange-coloured formazan molecules that 

absorb at 490 nm are detected by UV-Vis spectrometry [104]. In principle, a formation 

of the coloured product can be measured in situ as it is released to the buffer medium 

during cells proliferation. Nonetheless, tetrazolium salts are generally cytotoxic, which 

significantly limits the conduction of time-course experiments [106], [107]. This issue 

can be alleviated using other molecules reducing the environment of the living cells, 

such as resazurin–based Alamar Blue, which is not cytotoxic and permits continuous 

assay of cell metabolic activity [107]. 

Alternatively to redox potential, cell membrane integrity is generally perceived as a 

marker of cell viability [98]. The most commonly used dyes in this regard comprise a 

BacLightTM kit that contains Syto 9 and propidium iodide fluorochrome molecules. The 

green-fluorescent Syto 9 penetrate all cell membranes, whereas larger in size red-

fluorescent propidium iodide will stain only the cells having compromised membrane 

replacing Syto 9 and thus enabling to distinguish the cells. Attention must be paid 

however when analysing thick biofilms as the penetration of the dyes might be limited 

[108]. 

Using fluorescently labelled oligonucleotide probes one can also localise the species 

within the biofilm. The technique, named fluorescence in situ hybridization (FISH), is 

based on molecular hybridization between target DNA or RNA sequences and an 

artificially constructed and fluorescently-labelled probe matching the sequence under 

question. The process is occurring as a result of formation of hydrogen bonds between 

helices of the molecules, target and fluorescent probe, after a preliminary denaturation 

step. It must be noted that the intensity of the observed fluorescence depends on the 

ribosome content and thus, the physiological status of bacterial cells will affect the 

staining [98]. FISH is a powerful method to distinguish bacterial samples in a large 

variety of species that can be found in human and environmental biofilms. For instance, 

LGG spatial distribution within other lactobacilli species was analysed in vivo on the 

samples of the human, murine and avian gastrointestinal tract by FISH with specific 

probes [109]. 
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Although optical microscopy techniques are valuable and powerful, they do have 

limitations. The major limitation is in their resolution limited by the visible range of the 

electromagnetic spectrum. This precludes distinguishing structural components of the 

biofilm as well as morphological features of bacterial cells below a threshold of 200-

300 nm. Closer look on the structure of a biofilm can be made by means of scanning 

electron microscopy (SEM). SEM is an imaging technique based on the interaction of 

electrons with the sample. Since the wavelength of electrons is much smaller than that 

of photons of visible and UV light, the resolution of SEM is about a few nanometres. A 

great advance in understanding biofilms has been made with the invention of SEM and 

application to its research. In particular, the localisation areas where bacteria adhere 

on relevant substrates, like epithelial tissues [110], industrial equipment [24] and food 

matrix [111] was possible to assess using SEM with nanometre scale resolution. The 

data on the structure of the extracellular matrix have also become accessible with a 

higher precision. However, a strong disadvantage of SEM is the demand of complete 

sample dehydration before the analysis under vacuum. Considering that biofilms are 

mainly composed of water [10], the image obtained with SEM omits the information on 

the actual biofilm structure that can be seen in aqueous environments [98]. In addition, 

the sample for analysis with SEM must be conductive. Therefore, biofilms must be 

coated with a thin layer of metal such as gold or platinum, which requires the use of 

additional equipment and increase the time necessary for sample preparation.   

As alternative to SEM method that allows nanoscale imaging of samples and does not 

require systematic sample dehydration is atomic force microscopy (AFM). In AFM the 

image is obtained as a consequence of the interaction between a bacterial surface and 

a sharp (1-10 nm) probe attached to a flexible cantilever. The forces arising between 

the sharp probe and the sample surface will cause the cantilever to bend, and 

cantilever bending is detected by focusing the laser beam at the cantilever edge. Thus, 

the information on the morphology of bacterial cells and surrounding matrix are 

obtained. In addition, the interactions forces between bacteria and the probe provide 

also the information on viscoelastic properties of the cells. It is of special interest in 

case of bacterial samples, as the majority of cells have various adhesins on their walls. 

In this regard, AFM has proven to be a very powerful method to study bacterial 

adhesins interaction. An example is the study of mutants of E.coli having various 

adhesins, in which elasticity of the cell was shown to be simultaneously dependent on 
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the nature of adhesins and ionic strength of the aqueous medium [112]. LGG was also 

a subject of many AFM studies, which revealed important function of LGG cell wall pili 

as mediators with the surrounding environment [78], [113]–[115].  A very important 

feature of AFM is the feasibility to assess processes occurring at the bacterial interface 

at the molecular level in the direct bacterial environment, i.e. in an aqueous medium. 

b) Non-direct observation of biofilms 

The second family of methods in biofilms research deals with the cells extracted from 

the support surface preliminarily to the analysis. Essentially, the examination of the 

cells in such set-up is not different from studying bacteria in planktonic cultures. 

Ordinarily used techniques, in this regard, are chemical extraction methods for 

determination of biochemical nature of the biofilm components (proteomics methods, 

extraction of nucleic acids and EPS), and genetical methods (e.g. polymerase chain 

reaction, PCR) for determination of biochemical composition and identification of 

species in a biofilm. More precisely, proteomics methods are aimed to identify protein 

content of the cell. For this, the proteins should be, first, extracted from the cell by cell 

disruption or lysis, and then analysed using separation or mass spectrometry 

techniques. One of the most commonly used methods for separation of protein 

samples is sodium dodecyl sulfate polyacrylamide gel electrophoresis (SDS-PAGE). 

Here, the separation of protein molecules occurs through electrophoresis due to 

binding of proteins with negatively charged SDS. The quantity of SDS linked with 

protein varies as a function of the protein mass. As the electrophoresis process takes 

place in polyacrylamide gel, larger protein molecules move to a positively charged 

electrode slower than smaller molecules. The migration distance of the protein thus 

can be measured after staining the proteins in the gel with appropriate dyes [116]. By 

virtue of this analysis, one can determine the relative abundance of major proteins in 

a sample. Additionally, using antibodies specific for the protein of interest it is possible 

to identify proteins in the sample (so-called Western blotting technique) [117]. Thus, 

two major proteins secreted by LGG were separated and identified by Claes and co-

workers [118]. SDS-PAGE can be also combined with gel electrophoresis based on 

separation of proteins according to their isoelectric point. First, the proteins are 

separated in one dimension based on their net charge; then, the separation is 

performed in the second dimension based on their masses (proportional to linked 
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SDS). The method can be further upgraded by labelling proteins from different samples 

under study (e.g. control sample and analytical sample) by different dyes that allow 

comparing the protein quantities directly in one assay. The latter technique gained its 

own name as two-dimensional fluorescence difference gel electrophoresis (2D-DIGE) 

[119]. For example, 2D-DIGE was used by Koponen et al. to study effect of acid stress 

on protein expression by LGG [120], and by Koskenniemi et al. to study the impact of 

the nutritive medium chosen for cultivation of planktonic cultures on the proteome of 

LGG [121]. 

Generally, SDS-PAGE and 2D-DIGE make part of the family of electrophoresis 

methods that are very frequently used in molecular biology. With some variations in 

extraction procedure [122], electrophoresis of nucleic acids is performed in 

polyacrylamide or agarose gel to separate macromolecules that can be further 

identified using for example mass spectrometry or gas chromatography. If the amount 

of extracted nucleic acids are too small, their quantity can be increased using an 

amplification step such as PCR [123], [124]. Using PCR, one can also identify bacterial 

species based on features of its specific gene (16S gene) that can be compared with 

references from the DNA database of bacteria [125]. The use of PCR for identification 

of LGG among other strains was validated [126],  and  examples of PCR and other 

genetic methods applied for LGG research include studies aimed to identify LGG and 

surrounding microbiome in mammary gland of mice fed with probiotics during 

pregnancy [127], and detection of LGG in human faecal samples [128].  

Regarding EPS, as some quantities of proteins and nucleic acids are present in its 

composition [10], electrophoresis methods are useful for their analysis, whereas the 

carbohydrates fraction can be estimated using colorimetric methods (e.g. breaking 

carbohydrates with sulfuric acid and subsequent linking to phenol to give yellow-

coloured product) [129]. However, the extraction of EPS from the biofilm is somewhat 

a less trivial task due to the necessity to maintain the cells maximally intact and avoid 

destruction of EPS. Various methods of EPS extraction exist, including dialysis, alcohol 

precipitation, enzyme digestion (selective removal of proteins and nucleic acids by 

proteases and nucleases), incubation in EDTA (ethylenediaminetetraacetic acid), etc. 

[130].  The extraction efficiency varies as a function of the chosen method. Moreover, 

some extraction methods may interfere with analytical measurements and give non-
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consistent results, thus demanding time to find an appropriate method for a specific 

bacterial sample [131]. Often the techniques mentioned above for EPS extraction are 

combined in order to ensure the highest purity of the obtained sample (e.g. absence 

of proteins and other “contaminating” molecules). For example, Allonsius et al. studied 

the impact of LGG EPS in its antagonistic action towards Candida species [132]. The 

authors implemented incubation in EDTA, ethanol precipitation, dialysis and incubation 

in trichloroacetic acid to extract and purify EPS from LGG, the carbohydrate fraction of 

which was further analysed using phenol‐sulfuric acid method. It must be noted that 

the authors faced some difficulties with purification of the EPS, as they stated the 

presence of unexpected components, originating from the filters and membranes used 

during extraction in the Nuclear Magnetic Resonance (NMR) spectra obtained to check 

the purity of the sample. Additional optimisation of extraction procedures helped to 

eliminate unwanted substances. 

Altogether, this indicates that despite molecular biology techniques are undoubtedly of 

great value in biofilm analysis, they are associated with multiple steps of operation, 

use of multiple reagents and disposable equipment, each being a potential source of 

contamination that might generate misleading or ambiguous results. The demand on 

large number of supplies and the need to use multiple analytical tools for proof-

checking the data is associated with a high cost of experimental work. The strong need 

to optimise extraction methods to a specific sample among numerous existing 

procedures make it difficult to compare the results between studies, and more 

importantly, engender higher risk of associated lack of reproducibility and reliably of 

the results if the study is not well designed. With this in mind, one must consider the 

additional risk of implementing non-direct observation methods for biofilm research. 

The critical issue in this regard is a recovery of the biofilm from the surface, which may 

appear as trivial due to simplicity of operating procedures (sonication, vortex or and/or 

scraping), but in fact is associated with a strong risk of underestimating the biofilm 

content and potential damage of bacteria during dispersion steps [133]. Thus, 

additional (laborious and time-consuming) calibration steps are mandatory to ensure 

that bacterial cells are optimally extracted, dispersed and left intact. Besides, in some 

cases (e.g. porous substrates) the full biofilm recovery may simply not be achievable 

[98]. Consequently, alternative approaches to molecular biology techniques that allow 
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more rapid, simple, reagentless and non‐invasive analysis of biofilm components are 

of greatest interest. 

c) Two particular methods frequently used for studying mixed probiotic-

pathogen biofilms  

It is worth mentioning aside that the works aimed to evaluate antipathogenic action of 

probiotics in biofilms, in particular, are frequently associated with the use of crystal 

violet staining and colony forming units (CFU) counting. Their abundant use may be 

estimated from the examples of studies presented in table 1.1 ([48]–[51], [59], [61]–

[67], [70]–[72]). Crystal violet staining allows estimating the quantity of biofilm, whereas 

CFU counting serves for determination of the number of cultivable cells in the biofilm. 

The advantage of these methods is in their relatively easy accessibility. CFU are 

counted by recuperation of the biofilm from the surface (using sonication, vortex and/or 

scraping) and plating resuspended cells from the biofilm on specific agar. It is thus 

available as a method for biofilm characterisation in every microbiological laboratory. 

However, a strong disadvantage of CFU counting method is a high probability of not 

recovering all cells from the surface and damaging of cells, hence associated 

drawbacks as aforementioned for methods of non-direct biofilm observation [104], 

[133], [134]. More precisely, an assumption is made that each colony derives from one 

original cell, which might not be the case as often bacterial cells tend to aggregate 

[135], [136].  

Crystal violet staining is a facile method for qualitative assay of biofilm formation as it 

can be viewed by the naked eye. It can also give quantitative information with the aid 

of a spectrophotometer by measuring the absorbance at 595 nm, which is proportional 

to the biomass quantity. For instance, LGG biofilm formation was assessed on an 

abiotic surface (polystyrene) in different nutritive media using crystal violet stain by 

Lebeer and co-workers [79]. The results of that study showed variation in LGG biofilm 

formation capacity from zero to complete surface coverage depending on the nutrient 

conditions. It must be noted, however, that biofilms were examined only after 72 hours 

of cultivation after reaching the mature stage. Indeed, thin early-stage biofilms are 

difficult to analyse using spectrophotometry due to large variability of measurement 

data [137]. Hence, crystal violet staining does not provide the information on how 

bacterial cells adapt to a sessile condition from early stages of biofilm development.  
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The major limitation of CFU counting, crystal violet stain and other methods listed 

above (with few exceptions) is a non-feasibility of monitoring the biofilm formation 

process continuously and in situ, i.e. from the beginning to mature stages directly in 

the aqueous environment. However, the knowledge of the process of bacterial 

attachment and early stages of growth on the surface is of fundamental importance for 

understanding biofilms. Few reports have shown surface plasmon resonance 

spectroscopy, a technique based on the sensitivity of the electromagnetic surface 

wave to boundary conditions, as a useful method for the determination of binding 

kinetics of bacteria [138]–[140]. However, this method does not provide structural 

information on the sample as the data reflect only absorption in terms of changes in 

the mass on the surface. In this regard, a valuable tool to gain the information on both 

quantities and molecular structure changes in situ is Attenuated Total Reflectance-

Fourier Transform Infrared (ATR-FTIR) spectroscopy that is illustrated with examples 

below.    

1.2.2. Vibrational spectroscopies for in situ monitoring of biofilm 

formation  

Vibrational spectroscopy methods employ molecular vibrations to elucidate molecular 

structure of the material. The main vibrational spectroscopy methods are infrared (mid-

IR and near-IR) and Raman spectroscopies. Although both methods measure 

vibrations of molecules, IR and Raman spectroscopies arise from different processes 

and different selection rules apply for the absorption of radiation energy [141]. 

In Raman spectroscopy, the signal is induced by a non-resonant process of oscillation 

of the electric field and is a function of the molecule polarizability, i.e. deformability of 

the electron cloud about the molecule by an external electric field. It therefore works 

best for measuring non-polar molecular groups. The samples in the aqueous 

environment can be analysed with Raman spectroscopy due to low absorption of polar 

water molecules. Raman process is a scattering process, in which a photon of a 

monochromatic laser beam is scattered with slight change in energy, which was given 

to provoke the vibration of the molecule. The use of a laser beam allows obtaining high 

spatial resolution ( 1 µm3). In terms of the analysis of bacterial samples, this is a 

valuable feature for example for determining molecular structures on a per cell basis 

[142]. The utility of Raman spectroscopy was shown also in the study with LGG 
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reporting conformational changes in DNA upon rehydration of bacterial cells after 

freeze-drying process and the effect of microencapsulation on these changes [143]. It 

must be noted, however, that fluorescence of the sample will perturb the obtaining of 

an informative spectrum, which represents a drawback to the analysis of 

microorganisms by Raman spectroscopy. 

IR spectroscopy is based on the absorption of infrared radiation at frequencies 

resonant with the natural frequency of a particular mode of molecular vibration. In order 

for the energy to be absorbed, the molecular vibration must cause a change in dipole 

moment of the molecule. Thus, IR gives high signal intensity in the spectra of polar 

molecular groups. The fluorescence of microorganisms does not arise under infrared 

radiation, hence IR spectroscopy is routinely applied to study biological samples such 

as wood, cells, tissues and bacteria [144]–[146]. It is especially attractive when used 

in ATR mode as it allows to study samples in aqueous media. This mode is sensitive 

to the support-sample interface meaning that the spectra will reflect the information 

only for the first 1-2 µm above the surface of the infrared crystal (see materials and 

methods for details). Given the size of the bacterial cell is in order of a few µm, ATR-

FTIR enables the early stages of biofilm formation to be monitored as well as how 

sessile bacteria at the base of biofilms response to environmental changes. The main 

advantage of this approach is the fact that there is no need of specific sample 

preparation (extraction/purification) to obtain chemical information on biofilms. This 

helps to avoid biases in identification of the nature and the quantity of the native 

components. It is a non-invasive technique that permits evaluating changes in 

biomolecular composition of live bacterial cells without perturbing their health status.  

It is especially useful for comparison of the evolution of the main components of the 

biofilms (proteins, phospholipids, nucleic acids, polysaccharides) in response to 

changes in environmental conditions. 

Moreover, the data can be collected in flow, which is relevant to physiological and 

industrial conditions bacteria are exposed to. Indeed, hydrodynamic conditions are 

very important in life cycle of bacteria. In flow systems the mass transport occurs faster 

leading to a faster adhesion of bacteria despite present shear forces [147]. There is a 

force threshold, however, after which adhesion will be prevented and adhered bacteria 

will be detached. The value of forces sufficient to prevent bacterial adhesion or provoke 
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its removal from the surface is highly depended on the bacterial species and support 

surface properties. The adhesion of Pseudomonas fluorescens to stainless steel was 

prevented at shear forces of 6-8103 nN, and at 12103 nN cells were prone to detach 

[147], [148], whereas adhesion of S. aureus was decreased already at forces of 

0.5103 nN [147], [149]. Surprisingly, the increase of shear forces may also cause 

higher strength of the bonds between bacteria and the support, as was reported in a 

study with E. coli [150]. Besides, shear stress exerted in flow conditions critically affect 

metabolism of bacteria. For example, Qi et al. [151] reported that in higher shear stress 

longer time for adaptation to environmental changes is required. EPS production is 

also influenced by flow conditions. Indeed, Qi et al. [151] and Hou et al. [152] reported 

higher EPS production at higher shear stress, possibly as a result of self-protection 

mechanisms induced in bacterial cells. In addition, flow conditions influence resistance 

of bacteria in a biofilm against chemical and mechanical treatments [153]. 

Nonetheless, the majority of works investigating probiotic/pathogen interactions are 

performed in static conditions. Indeed, the studies listed in table 1.1 include only one 

example where probiotic antipathogenic action was assessed in flow conditions [64].   

The attempts to use infrared spectroscopy for microorganisms characterisation have 

been made as early as in 1950s [154], [155]. However, the most significant findings 

have been achieved with the improvement of experimental facilities in late 20th century. 

The great advance in implementing ATR-FTIR for biofilm research have been 

performed by joint effort of many scientific groups in the last three decades (table 1.2). 

The main actors in pioneering research of biofilms with ATR-FTIR were Nivens [156]–

[158], Schmitt [159], Suci [160], [161], Donlan [162], and Quilès [100], [163]. Their 

selected works as well as other illustrative examples of the use of ATR-FTIR for 

biofilms characterisation are listed in table 1.2.  
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Table 1.2. Illustrative examples of works utilising ATR-FTIR for biofilm characterisation in last decades  

Authors First author affiliation Bacterial strain Field of the study 

1990s 

Nivens et al. [156] University of Tennessee (USA) 
Caulobacter 
crescentus 

Monitoring of the biofilm 
under various conditions 

White et al. [157] University of Tennessee (USA) 
Pseudomonas 
spp. 

Monitoring biofilm formation, 
succession and stability 
under various conditions    

Schmitt et al. [159]  IWW Water Centre (Germany) 
Pseudomonas 
putida 

Degradation of toluene by 
bacterial cells in the biofilm  

2000s 

Nivens et al. 
([158]) 

University of Tennessee (USA) 
Pseudomonas 
aeruginosa 

Role of alginate in biofilm 
formation 

Suci et al. [160] Montana State University (USA) Candida albicans 
Transport of antimicrobials 
in the biofilm 

Donlan et al. [162] 
Centers for Disease Control and 
Prevention (USA) 

Streptococcus 
pneumoniae 

Assessment of EPS 
production 

Parikh and 
Chorover [164] 

The University of Arizona (USA) 
Pseudomonas 
putida GB-1 

Biofilm formation and MnO 
production by bacterial cells 

Delille, Quilès and 
Humbert [100] 

Nancy-Université (currently 
University of Lorraine, France) 

Pseudomonas 
fluorescens 

Development of the biofilm 
in low-nutrient conditions   

Ojeda et al. [165] The university of Sheffield (UK) 
Pseudomonas 
putida 

A role of hematite coating in 
biofilm formation 

2010s 

Quilès, Humbert 
and Delille [166] 

University of Lorraine (France) 
Pseudomonas 
fluorescens 

Changes in bacterial 
metabolism at early stages 
of biofilm development  

Huang et al. [167] 
Institute of Biogeochemistry and 
Pollutant Dynamics (Switzerland) 

Shewanella 
putrefaciens 

Bioremediation of arsenic at 
hematite surfaces  

Lorite et al. [168] 
Universidade Estadual de 
Campinas (Brazil) 

Xylella fastidiosa 
The role of conditioning film 
in biofilm formation 

Lorite et al. [169] 
Universidade Estadual de 
Campinas (Brazil) 

Xylella fastidiosa 
The influence of EPS on 
biofilm formation 

Giotta et al. [170] University of Salento (Italy) 
Rhodobacter 
sphaeroides 

Reversible Binding of Metal 
Ions onto biofilms 

Wang et al. [171]  
Nanjing Agricultural University 
(China) 

Salmonella spp. 
Impact of nutritive medium 
on  biochemical composition 
of biofilms 

Parikh et al. [172] University of California (USA) 

Pseudomonas 
spp., 
Escherichia coli 

Biomolecular groups 
responsible for bacterial 
adhesion to hematite 

Quilès et al. [173] University of Lorraine (France) 
Pseudomonas 
fluorescens 

Impact of antimicrobial 
peptides on biofilm 
formation 

Kumari, Mangwani 
and Das [174] 

National Institute of Technology 
(India) 

Pseudomonas 
pseudoalcaligenes 

Interaction of EPS with Pb 
ions during biofilm formation 

Hou et al. [152] 
University Medical Center 
Groningen (Netherlands) 

Staphylococcus 
aureus 

Influence of shear forces on 
EPS production during 
biofilm formation 

Freudenthal, 
Quilès and 
Francius [175] 

University of Lorraine (France) Escherichia coli 
Impact of antimicrobial 
peptides on biofilm 
formation  

Zhou et al. [176]  
Southwest University of Science 
and Technology (China) 

Kocuria rosea 
Bioremediation of As-U 
tailings 

Fanesi et al. [177] University of Lorraine (France) 
Pseudomonas 
putida G7 

Impact of soil particles on 
metabolism of bacteria  

Pousti and 
Greener [178] 

Université Laval (Canada) 
Pseudomonas 
fluorescens 

Impact of surface plasma 
treatment on biofilm 
accumulation rate 
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Overall, the works listed in table 1.2 are represented mainly by categories dealing with 

bioremediation [159], [167], [170], [174], [176], response to antimicrobials [160], [173], 

role of EPS [152], [158], [162], [169], [174] and support surface[165], [168], [172], [178] 

in biofilm formation. It can be noticed that since early studies implementing ATR-FTIR 

spectroscopy for biofilm research, the geography of laboratories as well as diversity of 

investigated microorganisms have expanded, highlighting the versatility of the method 

in terms of variety of applications. It is noteworthy, that commonly ATR-FTIR is applied 

for one-species biofilms. Nonetheless, Gram-positive and Gram-negative bacteria can 

potentially be distinguished based on differences in their membrane. In particular, 

presence of thick peptidoglycan layer in Gram-positive cells (40-80%  by  weight versus 

10% in Gram-negative cells [179]) might lead to enhanced bands for polysaccharides, 

whereas lipopolysaccharides in the membrane of Gram-negative cells should be 

associated with the growth of bands corresponding to lipids. A recent work of Kochan 

et al. combining IR and AFM in the one technique (IR-AFM) illustrated the differences 

in the spectra between Gram-positive and Gram-negative cells using second-

derivative analysis [180]. Another potentially useful approach for spectra differentiation 

is based on chemometric tools such as Bayesian positive source separation (BPSS) 

method of curve resolution allowing the estimation of spectra of pure components and 

their relative contribution to a biofilm spectrum  [181], [182]. 

Of interest, the signal in infrared spectrum can be enhanced by deposition of metal 

islands on the ATR crystal surface. This method has grown into a separate technique 

named surface-enhanced infrared absorption spectroscopy [183]. The origin of 

increase in sensitivity is still a subject of investigation, but in majority, it is agreed that 

it arises from local electromagnetic field enhancement due to plasmon resonance of 

nano-structured metal thin film [184]. In addition, a possible enhancement effect can 

be caused by chemical changes due to chemisorption of a molecule on the metal 

surface [185]. In biofilm research, this technique took its place, thus far, for elucidation 

of electrochemical properties of bacteria due to electron transfer between metal 

surface and the cells [186], [187].  

Despite clear evidences of wide range of advantages of ATR-FTIR method, main of 

which are non-invasiveness, sample preparation simplicity, and real-time sensitivity to 

changes in molecular structure of the sample, this method is highly underexploited in 
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biofilm research. Notably, probiotic bacteria were only scarcely addressed in planktonic 

cultures [188]–[190], and, to the best of our knowledge, no biofilms of probiotic bacteria 

were studied by this method. Probiotic biofilms bring forth a promising strategy for 

preservation of surfaces against pathogenic contamination that appeared as the 

subject of investigation only recently. In this regard, ATR-FTIR is a method of great 

interest because it can help to elucidate the mechanisms behind CFU counts and 

crystal violet observations in antipathogenic assays (e.g. table 1.1) at molecular level, 

being a fast and simple alternative tool with respect to molecular biology techniques. 

Generally, biofilms are constantly subjected to various stresses being in the human 

body, ecological field or industrial environment. With this in mind, ATR-FTIR is a 

powerful analytical technique to determine the changes in molecular structures of 

biofilms as a function of environmental stress, as it allows to perform measurements 

directly in the aqueous environment and on substrates that can be functionalised 

according to the needs. The latter subject is of special interest for the current project 

and is developed in detail in the following chapter. 

1.3 Biofilm formation as a function of surface properties 

1.3.1. Bacterial interactions with surfaces 

The partner of bacterial cells in biofilm formation process is a surface. If the support is 

represented by biological cells, the interaction occurs through recognition mechanisms 

between adhesin molecules from the bacterial cell wall and receptor molecules on the 

tissue. This binding mechanism is generally conceived as a first step in virulence of 

pathogens [191], [192], but also helps beneficial microbiome to persist in its niche [75]. 

Non-specific interactions occur when bacteria approach abiotic surfaces like glass, 

polystyrene, stainless steel, metals and alloys, etc. These interactions display a 

complex process guided by physical and chemical properties of both a substrate and 

a bacterial cell. Hence, in order to understand the bacteria-surface interactions, they 

both should be carefully characterised. 

a) Bacterial cell wall and surface interactions 

Bacteria have on their surface multiple functional groups including carboxylate, 

hydroxyl, phosphate, and amine moieties [193]. Typically, negatively-charged groups 
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predominate on the cell wall of bacteria resulting in an overall negative charge. In 

addition, for most of bacteria it is characteristic to possess surface adhesin structures 

such as pili and curli, which will mediate the interaction with the surrounding 

environment. For example using the AFM technique, LGG pili were shown to bind to 

milk proteins [114], CH3-terminated abiotic surface and to mucus of epithelial cells [78]. 

It is therefore a relevant topic in each area of bacterial life circle – from in vivo and 

in vitro laboratory studies to industrial applications. E. coli do also possess surface 

adhesins, as fimbriae type 1, which include in their structure mannose-binding lectin 

(FimH) [194]. Surface appendages of E. coli are of major importance in adhesion 

phenomena. For example, Ryu et al. have demonstrated that the presence of curli was 

crucial for biofilm formation on stainless steel by using curli‐deficient and curli-

overproducing strains of E. coli [195]. Curli presence or absence may even affect 

electrophoretic mobility of E. coli and therefore must be considered when evaluating 

electrostatic forces arising between bacterial cell and the substrate [112]. 

b) Substrate role in biofilm development: impact of surface energy  

The nature of the bonds established with an abiotic substrate depends on the quantity 

of polar and non-polar groups on its surface (that reflect surface energy), and its 

surface charge. As such, there have been many investigations on how particular 

surface energy or surface charge (and its density) affects bacterial adhesion, 

development and retention on abiotic surfaces.  For instance, knowing the exact 

surface energy of the surface is advantageous for an easier removal of pathogenic 

biofilms at washing. This fact was illustrated with P. aeruginosa, when the bacterial 

cells retained on substrates as a function of their surface energy values [196].  

Surface energy is related to surface hydrophilic or hydrophobic properties, which can 

be evaluated with contact angle measurements (see part 2.1.4 for more details). It is 

thus often assessed on which substrate, hydrophilic or hydrophobic, bacterial adhesion 

is preferential. There is a substantial number of works showing that bacteria have 

stronger interaction forces with hydrophobic surfaces. It was suggested that 

hydrophobic surfaces are favourable for bacterial adhesion due to removal of water 

from the interphase of the interacting bacterial cell and a substrate enhancing the 

possibility of bridging [197]. For example, stronger interaction on hydrophobic 

(dimethyldichlorosilane-coated glass) relatively to hydrophilic (non-coated glass) 
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surfaces, was illustrated on six various bacterial strains (two strains of 

Staphylococcus epidermidis, two strains of P. aeruginosa, Raoultella terrigena, and 

Streptococcus thermophilus) [197]. Hydrophilic (activated with various siloxane 

molecules) surfaces also showed the greatest resistance to the adhesion of 

L. monocytogenes, S. typhimurium, S. aureus, and E. coli [198]. Li and Logan  [199] 

have studied  eight bacterial strains on eleven different surfaces (3 types of glass and 

8 different metal oxides). In case of all bacterial strains several times higher number of 

cells were attached on the most hydrophobic surface among studied (Fe2O3) compared 

to the most hydrophilic one (Si-Sn glass), and on other nine tested surfaces the number 

of cells also increased with the increase of surface hydrophobic properties. Dou et al. 

[200] observed extremely low adhesion of Gram-positive bacteria Micromonospora 

purpurea on superhydrophilic and superhydrophobic surfaces presenting micron-sized 

hierarchical structures duplicated from rose petals, and attributed this effect to 

peptidoglycan-surface interaction. The authors also suggested that the adhesion of 

bacteria can be very low on superhydrophillic surfaces due you to tightly bound to the 

surface water layer, whereas on superhydrophobic surface the adhesion might be low 

due to trapped air in the irregularities of petal-like features. Similar findings represented 

by an increased adhesion of E. coli onto moderately hydrophobic surface, but very low 

adhesion onto superhydrophillic and superhydrophobic polystyrene-based polymers 

were later reported by Yuan et al. [201]. Superhydrophobic surfaces are known for 

their self-cleaning properties as for example a surface of a lotus flower that is very 

resistant to fouling due to its hierarchical micro/nanostructure and presence of waxes 

[202]. On such irregular surface the air is trapped in the vicinity of the leaf surface 

preventing its wetting and provoking an easy rolling off of the water droplet, which 

results in taking away also the dirt particles [202], [203]. 

The polarity of the substrate and its wettability properties are also relevant factors due 

to the fact that bacteria are surrounded by an aqueous environment. Water is a crucial 

participant in the substrate-cell interplay, the affinity of which to the substrate can 

drastically modulate bacterial adhesion and, even more, bacterial retention at surfaces. 

Several studies pointed on the importance of air-liquid interphase in the mechanisms 

of bacterial attachment stability [147], [197], [204]–[206]. Interestingly, the implication 

of forces arising at air-liquid boundary can be an issue also before actual removal of 

the substrate with the biofilm from an aqueous medium. This can be due to an air 
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bubble unintendedly introduced into flow cells or on surfaces of superhydrophobic 

nature and irregular topography due to air trapped in the surface defects, as listed with 

aforementioned examples [200]. In this regard, in situ methods (as AFM or ATR-FTIR 

spectroscopy, see part 1.2.2) enabling the observation directly in the aqueous medium 

are extremely valuable to understand the role that a particular surface has on biofilm 

stability, as kinetics of detachment can be followed in real time.  Nonetheless, very few 

authors have attempted to modify the substrate surface for studying in situ the effect 

of the surface modification on the interaction between a substrate and a bacterium and 

its possible biofilm development. A very recent example is the AFM study comparing 

adhesive forces of E. coli and S. aureus onto sophorolipids, methyl- and hydroxyl-

terminated alkanethiols in phosphate buffered saline [207]. Using the AFM mode, in 

which a single living bacterium is attached to an AFM probe (single-cell force 

spectroscopy), the authors demonstrated very low adhesive forces to sophorolipids 

compared to interactions with alkanethiols. The same technique was applied in the 

study of Sullan et al. to elucidate interactions between LGG pili and methyl-terminated 

gold-coated glass surface [78]. AFM can also be used for estimating the strength of 

bacterial attachment by gradual increase of the force with which, in this case, a bare 

AFM probe scans bacterial cells placed on the substrate. At a certain threshold force 

bacterial cells will detach from the surface and will disappear from the area of the 

image. An example is a study on the role of surface topography in the attachment 

S. aureus cells to the surface [208]. Flow-chamber set up does also permit the impact 

of the surface on bacterial attachment in situ to be studied. Thus, hydrophilic (non-

coated)  and hydrophobic (dimethyldichlorosilane-coated) glass substrates were used 

as substrates and their influence on the attachment and detachment of six different 

bacterial strains was demonstrated [197]. ATR-FTIR spectroscopy, however, to the 

best of our knowledge, has not yet been reported to employ chemically functionalized 

substrates for studying surface dependent bacterial adhesion and biofilm development. 

An exception, perhaps is the implication of ATR crystals coated with elements that 

differ in composition with respect to the crystal itself, such as hematite [165], [167], 

[172], [209] and titanium dioxide [210]. Nonetheless, functionalized with different 

molecules, ATR crystals were successfully used to investigate protein adsorption 

mechanisms [211], [212], DNA hybridization [213] and surface-dependent affinity of 

metal ions [214]. 
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c) Substrate role in biofilm development: impact of the surface charge  

With some exceptions [215], most of bacteria are characterised with an overall 

negative charge on their cell wall and therefore will be electrostatically attracted 

towards positively charged surfaces. Indeed,  the adhesion of P. aeruginosa was found 

to be twice faster on positively charged methacrylate copolymers when compared in 

situ in a flow chamber with negatively charged methacrylate copolymers [216]. 

However, the relationship between surface charge and surface-associated bacteria is 

not evident to predict. Thus, within the first hour of adhesion ~4 times higher number 

of cells was counted on the positively charged substrates with respect to negatively 

charged ones. But when the flow of bacterial suspension was switched to the sterile 

nutritive medium, the growth was absent on the positively charged polymer, whereas 

on negatively charged surface it was exponentially increasing. In another work based 

on layer-by-layer self-assembly of cationic polyvinylamine / anionic cellulose nanofibril 

onto the cellulose surfaces the correlation between the density of positive charges and 

its inhibiting effect towards E. coli growth was recently reported [217]. Similarly, the 

results on reduced viability of bacterial cells (E. coli and Bacillus subtilis) after contact 

with positively charged substrates (ethylamine and diethylamine modified polyethylene 

membranes) were shown  [218]. However, it is important to note that after 8 hours of 

a contact time with these surfaces, a higher number of viable B. subtilis cells compared 

to E. coli cells were counted, and this effect was attributed to a possible protection with 

a thick layer of peptidoglycan present in Gram-positive cells (B. subtilis). This result 

was in accordance with the study of Gottenbos et al., in which positively charged 

poly(methacrylate) surfaces prevented the growth of Gram-negative cells (E. coli, P. 

aeruginosa), but not Gram-positive cells (S. aureus, S. epidermidis) [219]. 

c) Substrate role in biofilm development: impact of the surface topography and 

composition 

It should also be noted that the surface topography and surface composition are also 

determining factors in bacterial development. Some materials are intrinsically 

antibacterial as silver [220], copper [221] and photocatalytic materials (ZnO, TiO2)  [35], 

[36] (see part 1.1.2). The viability of bacterial cells on such surfaces is an adequate 

concern that should be considered, in particular also in reports of antipathogenic 

assays using probiotics (an example of such study is [63]). As for surface topography, 
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there have been several works conducted for its impact on bacterial adhesion and 

growth to be revealed. Using S. aureus and P. aeruginosa species, Whitehead et al. 

[222] showed that a titanium-coated silicon surface patterned in order to present 

valleys with the width corresponding approximately to the size of bacterial cells 

retained efficiently bacterial cells into these valleys. The preferential retention of 

bacteria on surfaces presenting scratches of microbial dimensions was later confirmed 

by the same group with L. monocytogenes and Staphylococcus sciuri species on 

titanium coated substrates [223]. Perera-Costa with colleagues demonstrated using 

three different bacterial genera having either rod (Bacillus subtilis, E. coli) or sphere 

(S. epidermidis) shapes that, irrespective of the shape, bacteria preferentially adhere 

onto receding features of the patterned surface, given the size of these receding 

features is slightly larger than the size of bacterial cells (5–10 µm) [224]. Similar 

findings were reported by Lorenzetti and co-workers using E.coli and titanium-based 

substrates with surface topography having features varying in the size from 0.4 µm 

(lower adhesion) to 3 and 5 µm (higher adhesion) [225]. However, nanoscale surface 

pores of certain size seem to reduce the attachment of bacterial cells. Indeed, four 

different species of bacteria (E. coli, L. monocytogenes, S. aureus, S. epidermidis) 

attached with significantly lower efficiency onto nanoporous aluminium oxide when the 

pores were 15 and 25 nm, but the attachment was stronger when the size of pores 

was 50 and 100 nm [226]. These results jointly demonstrate major implications of 

surface features in the infection outbreaks occurring as a result of contamination of the 

equipment with pathogens. Indeed, micron-sized scratches on the surface can be a 

niche for bacterial growth in the industrial equipment, as was seen for instance during 

the examination of the contamination case of real milking equipment with Listeria 

monocytogenes [24]. Interestingly, by tuning the surface topography one can 

drastically change the growth of bacteria in a multispecies biofilm. For example, by 

fabricating a surface with pillars of different length Bhattacharjee et al. succeeded to 

attribute probiotic properties to a commensal strain of E. coli in a sense that it was able 

to inhibit the biofilm growth by P. aeruginosa [227]. 

d) DLVO theory to model bacteria-surface relationship 

Bacterial adhesion is often modelled with Derjaguin, Landau, Verwey, and Overbeek 

(DLVO) theory originally developed for explanation of colloidal aggregation in aqueous 

https://pubs.acs.org/author/Lorenzetti%2C+Martina
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dispersions [228], [229]. In accordance with this theory, the interaction between the 

bacterial cell and the surface is determined by long-range electrostatic repulsive forces 

and short-range attraction forces, the latter known as Van der Walls forces. In 

particular, the influence of the distance between two interacting particles on these 

forces is considered, as well as the charges of the particles and the presence of 

counter ions (with the charge opposite to the surface charge of the particles) present 

in the medium.  In addition, extended DLVO theory (XDLVO) has been developed to 

include the contribution from acid-base interactions [230]. However, both DLVO and 

XDLVO theories assume the interaction between smooth particles, whereas bacterial 

surface is not smooth and overall far more complex compared to a colloidal particle. 

Surface appendages (e.g. pili, flagella) may project up to several micrometres from the 

cell wall. In addition, bacteria are surrounded by a thick wall (0.2–0.4 µm) of protein 

and polysaccharide fibres [133]. Consequently, care should be taken when predicting 

bacterial adhesion using DLVO theory and its limited application must be considered. 

e) Conclusions  

Taken together, these numerous examples illustrate how important is the role of the 

surface in bacterial adhesion and biofilm formation phenomena. Nonetheless, biofilms 

of probiotics on abiotic surfaces were very poorly addressed in literature. Limited 

examples include only studies that provide evidence to the ability of probiotics to form 

biofilms on abiotic substrates such as polystyrene and glass [79], [231], [232]. 

However, to our awareness, studies on the effects of substrates with well-defined 

surface chemistry on biofilm formation by probiotics, and in particular LGG, were not 

reported thus far. This subject is, yet, of great interest to investigate due to promising 

strategy utilizing biofilms of probiotics against pathogenic growth (as described in part 

1.1.3), and for fundamental knowledge on the behaviour of probiotics in the surface-

associated form. This knowledge would be of special practical use for understanding 

in vitro laboratory tests of biofilm formation with probiotics, including those that 

evaluate their antipathogenic effect. Indeed, it seems as a common practice to perform 

only short-time adhesion tests on biological cells, whereas longer-term biofilm 

formation assays are made in microtitre plates or other relevant abiotic substrates [59], 

[60], [66] (see also table 1.1). To develop the surface with well-defined chemistry it is 

necessary to graft onto the surface molecules with well-defined functional groups. In 
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this regard, a simple and fast route to obtain stable and homogeneously distributed 

functionalisation is self-assembly of alkanethiol monolayers that is discussed below.  

1.3.2. Control of surface properties using functionalisation chemistry 

Surface can be functionalised using two main families of functionalisation methods – 

supramolecular chemistry and covalent bonding. 

a) Grafting by supramolecular chemistry methods  

Supramolecular chemistry concentrates on the interactions that are weaker than 

covalent bonding and reversible, such as hydrogen bonding, electrostatic interaction 

and Van der Waals bonds. A well known example of supramolecular grafting methods 

is the layer-by-layer (LbL) technique, in which films of controlled composition and 

arrangement are formed by alternating layers of oppositely charged macromolecules 

[233] (figure 1.7a). The LbL method is versatile and practical in many applications 

owing to the possibility of tailoring the surface properties (planar surfaces but also 

sphere capsules of micron and nanoscale dimensions) through the choice of the 

polyions. Usually, polymers are used as constituting layer such as poly(ethylenimine), 

poly(dimethyldiallyl ammonium chloride), poly(allylamine), poly(lysine), etc. as 

polycations, and poly(styrenesulfonate), poly(vinylsulfate), poly(acrylic acid), etc. as 

polyanions. The resulting film properties will depend on the chosen combination of 

molecules. LbL deposition technique has proven its utility in many domains [234], but 

has a limitation of being dependent on the electrostatic forces that can be weaken in 

the presence of salts and alternated by pH changes [235]. Both issues are adequate 

concerns when studying bacterial suspensions. Indeed, bacteria, especially 

lactobacilli, are able to lower the pH of the medium drastically (down to 4–4.5 and even 

lower for some species) because of their ability to release lactic acid as a result of 

glucose fermentation, as well as other organic substances [236]. 
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Figure 1.7. Non-covalent chemistry for surface functionalisation: a) schematic representation of 
layer-by-layer deposition depicting adsorption of charged materials to an oppositely charged surface 

(modified from [233]), and b) schematic representation of the procedure for obtaining Langmuir-
Blodgett films (modified from [237])  

Another technique for surface functionalisation based on non-covalent bonding is 

fabrication of Langmuir-Blodgett (L-B) films (figure 1.7b). The L-B technique allows 

grafting monolayer structures by pulling a solid substrate through a monolayer of 

amphiphilic molecules at the air-water interface [237], [238]. The molecules that are 

desired to graft are first diluted in a volatile organic solvent (e.g. chloroform, hexane), 

and the drop of this solution is carefully spread on the aqueous surface. After 

evaporation of the organic solvent, the amphiphilic molecules are reorganised at the 

air-water interphase in such a way that non-polar tails rise against the aqueous surface, 

whereas polar groups are directed towards water phase. In order to make a dense film 

of these molecules, the aqueous surface is compressed by moving a physical barrier. 

The compressed film of organic molecules is further transferred onto the solid 

substrate that can be of various nature (glass, metals, metal oxides, mica etc.) by 

immersing the substrate into the aqueous media. The process of grafting is driven by 

lowering surface free energy of the solid substrate with surfactant molecules. The L-B 

technique is an attractive method for obtaining monolayer structures, in particular for 

mimicking biological membranes. Indeed, the effect of drug action, membrane 

permeability and chain reactions in such a set up can be successfully followed [239]. 

However, the disadvantage of the L-B method is a poor chemical and mechanical 

stability of obtained films [240], the need to use toxic solvents and critical importance 

of keeping the device exceptionally clean [241]. 

b) Surface modification by covalent functionalisation 

To perform a robust and homogeneous functionality, a covalent bonding between a 

surface and a grafting molecule is very preferential and advantageous, and was in 

primary focus of the present work. There are two main routes that have been widely 
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applied for covalent surface grafting that employ silanization or alkanethiol self-

assembly chemistry (figure 1.8). 

In silanization, the general experimental procedure represents the grafting of silane 

molecules (alkyltrichlorosilanes, alkylalcoxysilanes, alkylaminosilanes, etc.) onto 

hydroxylated surfaces (SiO2/Si, Al2O3/Al, TiO2/Ti, mica, glass, etc). In particular, the 

reaction of alkyltrichlorosilanes with -OH terminated surface occurs as a result of 

hydrolysis of trichlorosilane groups after physical adsorption of molecules on the water 

layer present on the surface. The presence of a thin water film permits in-plane 

reorganization of organosilanes at the surface, and eventually covalent siloxane bonds 

are formed at the surface providing formation of stable densely packed monolayer 

[242]. It must be noted, however, that an actual monolayer structure is relatively difficult 

to obtain due to high interlinking between silane molecules leading to a disorganised 

surface finish. This has major implications in the investigation of bacterial attachment 

efficiency, as the level of surface organisation will affect the number of the molecular 

groups exposed to bacterial cells, ultimately varying surface charge and surface 

energy of the substrate [198], [243]. For a reproducible reaction gas-phase grafting in 

an evacuated glove box is a better choice, but make the process laborious and time-

consuming. Alternatively, with a various success in terms of homogeneity of monolayer 

structure [244], the reaction can be carried in organic solvents (e.g. toluene), that 

should be handled with care due to their toxicity. 

  

Figure 1.8. Schematic view of SAM supported on a substrate: a case of silanized surface on the 
example of (3-Aminopropyl)trimethoxysilane (left ) and thiolated  surface on the example of 

decanethiol (right)  

An easier and faster route to obtain reliable surface chemistry is represented by 

alkanethiol self-assembly. Self-assembled monolayers (SAMs) are organic assemblies 

spontaneously formed into (semi)crystalline structures by the adsorption of molecular 

constituents from the solution or the gas phase on the surface of solids (or liquids such 

as mercury) [245]. SAMs consist of three fundamental units: an anchor group that 
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provides binding to the substrate surface, a functional group determining final surface 

properties and a linker between those two (e.g. sulphur bridging atom, alkanethiol 

chain and methyl terminal group in figure 1.8). 

The process of self-assembly of alkanethiols in liquid media is typically initiated by an 

immersion of the suitable substrate in a solution of thiol-derived molecules. Ethanol is 

a common solvent because it solvates a variety of alkanethiols and has low toxicity. 

Nonetheless, depending on the type of organic compounds, other solvents, such as 

acetone, water, dichloromethane, etc. can be considered [246]. Upon immersion of the 

substrate, the molecules adsorb onto the surface in seconds, first, forming a loosely 

packed monolayer, and eventually developing dense flawless structures within several 

hours of exposure (usually overnight). The minimum concentration for forming a dense 

SAM is 10-2 mM, but low concentrations require longer immersion times, therefore in 

practice dense monolayers are obtained with the typical concentration of 1 mM [247]. 

The process of monolayer formation is self-terminated as the anchor group is chosen 

to have affinity to the substrate, but not to the terminal group of the formed monolayer. 

The formation of SAMs undergoes easily owing to the thermodynamic favorability of 

the process. Bare surfaces of metals have high surface energy, which is readily 

lowered with the adsorption of organic substances. Due to a high affinity of thiols for 

surfaces of noble and coinage (Au, Ag, Cu) metals, most studied SAMs are those 

formed by the adsorption of alkanethiols on gold, silver, copper, platinum, palladium, 

and mercury; these systems are thoroughly described in a large number of reviews 

[245], [246], [248]–[254]. 

Most studied and well-characterised systems are SAMs of alkanethiols on gold. This 

substrate became a sort of a standard for SAM formation due to several reasons 

including (i) inertness of gold, (ii) facility of preparation of gold films with physical and 

chemical methods, (iii) its use in many characterisation techniques (e.g. surface 

plasmon resonance (SPR) spectroscopy, quartz crystal microbalances, infrared 

reflection-absorption spectroscopy, electrochemical methods, etc.), and 

(iv) compatibility of gold with biological samples [245]. The monolayer is covalently 

bonded to the Au surface via S atom and stabilized by Van der Waals interactions 

between alkane groups of hydrocarbon chains, oriented at 30º with respect to the plane 

of the surface (figure 1.9). 
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Figure 1.9. Scheme of a decanethiol molecule adsorbed onto gold crystal in a standing up 

configuration.  = 30. Red: sulfur atom; blue: carbon atom; white: hydrogen atom. Drawn based on 
[248] 

The energy of the S-Au bond is ~50 kcal/mol, whereas the energy of methylene-

methylene bond between hydrocarbon chains is equal to ~1–2 kcal/mol. Therefore, the 

binding to the surface is stable at temperatures up to ~60 degrees [255]. During the 

process of adsorption, the thiol molecule loses S-bonded H atom, converting itself in a 

thiolate. The process is expected to comply the following reaction [248]: 

CH3(CH2)𝑛SH + Au  (CH3(CH2)𝑛SH)physAu   (1.1) 

CH3(CH2)𝑛SHphysAuCH3(CH2)𝑛S-Au + 1 2⁄ H2  (1.2) 

where (1.1) and (1.2) correspond to thiol physisorption and chemisorption, 

respectively. However, the nature and mechanism of the chemisorption reaction is not 

completely understood. Particularly, it remains unknown whether the adsorption of 

alkanthiol involves ion or radical species. Furthermore, the fate of released hydrogen 

atom is not determined unambiguously. While in a vacuum it probably exists in the 

form of dihydrogen, in solution another possibility occurs, that is formation of water 

molecules due to presence of oxygen in the medium [245]. 

Physical and chemical properties of SAMs and hence, of the functionalized surface, 

depend in a large extend on the choice of the terminal group. The interactions of 

terminal groups with respect to each other must be carefully considered. Notably, 

functional tails containing carboxyl or amine groups may link to each other via 

hydrogen bonding resulting in the formation of a bilayer (figure 1.10). 
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Figure 1.10. Illustration of a possible bilayer formation of carboxyl- and amino-terminated SAMs. 

Modified from [256] 

Various attempts have been made in order to extend thiol chemistry on surfaces of 

other compositions. In particular interest for the present work the study of Noble-

Luginbuhl and Nuzzo illustrating the feasibility of SAM formation on ZnSe [257]. Zinc 

selenide (ZnSe) is a material transparent in the infrared range and therefore suitable 

for ATR-FTIR measurements and in situ monitoring of biofilm formation. Nonetheless, 

the feasibility of its chemical functionalisation were extremely scarcely addressed in 

literature. Indeed, besides alkanethiol chemistry presented by Noble-Luginbuhl and 

Nuzzo, silanization and photoactivation routes were considered in two studies [213], 

[258]. Noble-Luginbuhl and Nuzzo performed the adsorption of alkanethiols 

HS(CH2)nCH3 of different chain length (n = 7, 11, 15, 17) and an alkanethiol with 

hydroxyl terminal group HS(CH2)12OH [257]. Alkanethiols formed well-organized 

monolayers, whereas the number of conformational defects decreased with growth of 

the number of carbons in the chain. The hydrophobic character of SAMs with the 

methyl terminal group increased with increasing length of hydrocarbon chain, in line 

with the earlier observations of Bain et al. on gold [247]. Hence, different wetting 

properties of monolayers make them a suitable model system for studying surface 

interactions at the molecular level, including bacterial biofilms [139], [140], [259]. 

A great variety of organothiols with different functional groups provides numerous 

options for SAM applications. In regard with biofilm studies, a common model system 
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is based on SAMs terminated with –CH3, -OH, -COOH, -NH2 functional groups, where 

first two represent hydrophobic/hydrophilic surfaces, and second two bring 

negative/positive charge to the surface. For instance, microbial (B. subtilis) attachment 

and adsorption–desorption kinetics was studied on these model surfaces using SPR 

spectroscopy [139]. Of interest, the rate of attachment was higher on NH2-terminated 

surface owing to electrostatic interaction with negatively charged bacteria. However, 

the quantity of attached cells were eventually higher on CH3-terminated surface, 

indicating, as suggested by the authors, a stronger contribution of hydrophobic forces 

in the bonding mechanism of this bacterium. Although it must be noted that, as it is 

described in part 1.3.1, the resulting lower biomass quantity can be due to inhibiting 

effect of positive charges [216]–[219]. SPR spectroscopy does not allow further 

elucidate these aspects, and other methods enabling in situ characterisation should be 

used. 

1.4. Aim of the present work  

The goal of this PhD project was to study in situ the development and possible control 

of bacterial biofilms by Lactobacillus rhamnosus GG on surfaces with controlled 

physico-chemical properties, and subsequently the possible inhibiting action of LGG 

biofilm against E. coli adhesion and growth. 

 

Figure 1.11. Schematic representation of the concept of the project and used characterisation 
techniques   

Several steps summarised in figure 1.11 were performed in order to accomplish the 

aim:  

(i)  functionalization of nude ZnSe and gold coated ZnSe using self-assembly of 

alkanethiols HS(CH2)nX (X=CH3, OH, NH2, n = 11 or 10); these surfaces are 

suitable for the ATR-FTIR method that is used for the in situ monitoring of biofilms 

development; 
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(ii)  characterisation of obtained surfaces by means of infrared spectroscopy, contact 

angle measurements, Rutherford backscattering spectrometry, X-ray 

photoelectron spectroscopy, and atomic force microscopy to confirm the control of 

the surface chemistry and its physico-chemical properties; 

(iii) LGG biofilms formation on functionalized surfaces with in-situ spectroscopic 

analysis of their molecular fingerprints at different stages of their development; 

ATR-FTIR measurements of LGG biofilms were accompanied by epifluorescence 

microscopy and single-molecule force spectroscopy for a better understanding of 

LGG interactions with the functional groups and the impact of surface properties 

on the biofilm development; 

(iv) finally, the substrates with functional groups leading to the highest LGG coverage 

that maintain LGG alive and metabolically active were chosen to test LGG 

efficiency against E. coli adhesion and growth; a mutant strain of E. coli that 

specifically express adhesins on its surface was used for a closer imitation to a 

real pathogen; several methods were tested to distinguish LGG and E. coli on the 

functionalised substrates.  

The use of probiotics as a bio-tool to preserve surfaces and control pathogen growth 

is a promising strategy. It is of importance to consider the effect of the environmental 

conditions on probiotic bacteria when estimating their antipathogenic properties. The 

range of methods used in the present work will help to elucidate the mechanisms of 

LGG biofilm formation on abiotic surfaces and to have a better knowledge of its 

antipathogen potential, of interest for further research and use of LGG biofilms. 
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II. M a t e r i a l s  a n d  m e t h o d s  

2.1 Preparation of substrates and their characterisation 

2.1.1. Magnetron sputtering of gold onto ZnSe crystal 

Magnetron sputtering is a physical vapour deposition method used for the deposition 

of thin films on different types of substrates. The process is based on the ionisation of 

a gas by flowing electrons between two electrodes (the target, i.e. material to be 

deposited, and a sample holder (figure 2.1), and sputtering of the material by the newly 

formed ions. The flow of electrons is generated by high voltage, and electrons leave 

the target at high speed. These electrons will hit the atoms of the gas filling the 

chamber (argon in figure 2.1), leading to removal of electrons from the gas atom shell 

(ionisation). Positively charged ions of the gas (plasma) directed by electromagnetic 

field will strike the negatively charged target. As the speed of ions is very high, their 

kinetic energy is sufficient to eject the atoms from the target. These atoms are then 

condensed on the substrate placed in the proximity of the target. The control of electric 

and magnetic fields in the chamber allows regulating the rate of the deposition, while 

the duration of the voltage supply will affect the film thickness.  

 
Figure 2.1. Scheme of plasma vapour deposition process of gold onto zinc selenide 

The surfaces of trapezoidal ATR ZnSe crystals (6.8×1×0.6 cm, Eurolabo) and ZnSe 

disks (Ø 1.8 cm, Crystran) were coated with a thin layer of gold at a rate of 3 nm/min 

in a home-built apparatus. The crystals were mounted on a rotating holder with the 

distance of 5 cm to the gold target. The argon flow in the deposition chamber was 

50 cm3/min, whereas the total pressure was 0.4 Pa. The charge voltage was set at 

333 V (Pinnacle Plus DC power supply, Advanced Energy) and the current was 11 mA. 
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The samples were etched with argon using radio frequency (RF) supply for 1 minute, 

which was instantly followed by the deposition of gold for 1 minute. 

2.1.2. Self-assembly of alkanethiols onto bare and gold-coated ZnSe 

crystal 

a) ZnSe substrate preparation 

In this work, three methods to prepare the surface prior to functionalisation with SAMs 

were tested (figure 2.2): 

(i)  exposure of ZnSe to ozone/UV (15 min) followed by rinse with isopropanol [257]; 

(ii) dipping of surface of ZnSe into H2O2 (10 %, 30 s) and HCl (10 %, 1 min) (v/v) 

solutions [213]; 

(iii) coating of ZnSe with Au followed by ozone/UV treatment (15 min) and rinse with 

isopropanol. 

   

Figure 2.2. Schemes of substrates used for SAM functionalisation, X=CH3, OH or NH2 

b) Alkanethiol self-assembly 

Freshly cleaned ZnSe or Au/ZnSe crystals (figure 2.3a) were mounted into the infrared 

flow cell (Specac, figure 2.3b). 

 

 

Figure 2.3. ZnSe and gold-coated ZnSe ATR crystals (a) and mounted infrared cell filled with 
alkanethiol solution (b) 
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The mounted infrared cell was filled with 2 mM ethanolic solution of alkanethiols 

HS(CH2)11X (X=CH3, OH, or NH2, Sigma-Aldrich, purity 97–99 %) and left for self-

assembly reaction overnight. The surface of the crystal was subsequently rinsed inside 

the cell with ethanol and ultra-pure (18.2 MΩ.cm) sterile water. 

2.1.3. ATR-FTIR in situ monitoring of alkanethiol adsorption onto 

surfaces 

Infrared spectrometry is based on vibrations of bonds in molecules [141], [260]. 

Molecules undergo vibrations at frequencies falling in the infrared part of the 

electromagnetic spectrum. The beam of the infrared radiation passing on the sample 

is partially absorbed at frequencies resonant to those of specific vibrations in 

molecules. The likelihood of absorption of the infrared radiation depends essentially 

on the change in electric dipole of the molecular bond. This is a selection rule of the 

infrared spectroscopy, according to which polar molecules like water have strong 

signals in infrared.  

The energy of the bonds between different atoms is varying due to intrinsic atom 

properties such as number of electrons and mass. The change in the interaction 

between atoms can be viewed as spring-like behaviour (figure 2.4) According to 

Hooke’s law, the force required to extend the spring is directly proportional to its 

extension with the proportion coefficient k that represents the force constant of the 

bond.  

 
 

Figure 2.4. Schematic representation of vibration of molecules with atoms of masses m1 and m2: left 
– expanding / contracting (stretching vibration) of the bond with applied force F proportional to the 

distance x, right – deformation of the angle of the bond (bending vibration) 

Then, the following equation relates the frequency of vibration 𝜈 of the diatomic 

molecule, the force constant and the masses of the atoms m1 and m2: 

𝜈 =
1
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In addition to stretching of molecular bonds, they may undergo bending vibrations that 

occur when the angle of the bonds is changing (figure 2.4). The energy required for 

bending vibration is lower than that of stretching vibration, which can be imagined on 

the example of a simple elastic rod – it is easier to bend it than to stretch it. Bending 

vibration may occur only in molecules with the number of atoms higher than two. This 

is due to the vibrational freedom of molecules that depends on the number of atoms. 

Overall, for the molecule made of N atoms the degree of freedom is equal to 3N, 

because each atom has three degrees of freedom in the three-dimensional system of 

coordinates. In this 3N, three degrees of freedom correspond to translation of the entire 

molecule in space. Furthermore, non-linear molecules rotate around three axes giving 

the rotational degree of freedom equal to three. The left 3𝑁 − 6 degrees of freedom 

are vibrational in non-linear molecules. In linear molecules, however, the rotation 

around one axis does not lead to any changes in the molecule. Thus, the number of 

rotational degrees in this case are equal to two, leaving 3𝑁 − 5 degrees of vibrational 

freedom. 

Given the fact that molecular vibrations depend on the strength of the bond between 

atoms, their mass and their environment, one can obtain information on the molecular 

structure and composition of a substance by analysing vibrations. When the beam of 

infrared light illuminates the sample, part of its energy is absorbed at frequencies 

resonant to molecular vibrations. The difference in energy of the incident and final 

beam is characteristic for the sample molecular structure. 

The infrared spectrum is obtained as a result of the ratio of the intensity of the beam 

obtained from the reference sample (e.g. the solvent without the sample or air) and the 

intensity of the beam after interaction with the sample. For example, figure 2.5 shows 

the infrared spectrum of liquid water taken with air as a reference. Two pronounced 

bands are visible corresponding to stretching and bending vibration of the molecule. 
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Figure 2.5. Infrared spectrum of water:  OH and  OH are stretching and bending vibrations, 
respectively 

The intensity of the bands is measured by detecting the light using, most commonly, 

pyroelectric detectors. These detectors are based on the measurements of how fast 

the temperature of the material of the detector (e.g. deuterated-triglycine sulfate) 

changes upon infrared absorption. It means that ferroelectric crystals comprising the 

material, change their polarizability with the temperature increase, generating a charge 

that is detected by electrodes. Alternatively, photoconducting detectors are used when 

higher sensitivity is needed. They are composed of semiconducting materials that 

produce electrical current when excited by arrived photons of infrared light. They are 

more difficult to operate in practice since liquid nitrogen cooling is required to avoid 

excitation of electrons by thermal motion. 

The intensity of the bands is presented as a function of the wavelength of the infrared 

radiation, expressed through a wavenumber (reciprocal of the wavelength, cm-1). The 

convenience of the use of wavenumber term is in its proportionality to the energy of 

the bond. The measurement of the signal intensity as a function of the wavenumber is 

obtained with the aid of the Michelson interferometer (figure 2.6). When the light is 

injected from the source, it passes through the beam splitter that transmit half of the 

light and reflect the other half. The transmitted part arrives to the fixed mirror, from 

which it is after reflected back to the beam splitter. The reflected part passes to the 

mirror subjected to a slow move. Moving of the mirror changes the path distance for 

one half of the light. It means the amplitude of recombined beams changes as a 

function of distance that the mirror has moved. The amplitude has its maxima points 
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when both beams travel in the same phase and minima when the beams cancel each 

other, intermediately giving sinusoidal curve on the detector, the frequency of which is 

equal to the frequency of the incident infrared beam. The changes in the amplitude of 

recombined beam as a function of mirror displacement are recorded by the detector 

and using mathematical operation Fourier transform (FT) transferred into a new 

function of signal intensity versus wavenumber. The use of FTIR enables fast recording 

of spectra because all frequencies are analysed at the same time, while a good 

resolution is maintained (depending on the maximum displacement of the moving 

mirror). 

 

Figure 2.6. Schematic representation of Michelson interferometer (modified from [260])  

Infrared spectroscopy can be used in several modes depending on the sample under 

study: transmission (when the light crosses the sample), reflection-absorption (IRRAS, 

when the beam is reflected from the sample placed on a mirror), diffuse reflectance 

(DRIFTS, when multiply scattered IR beam is collected by a spherical mirror), and 

attenuated total reflection (ATR), the latter being further discussed. ATR and IRRAS 

have the advantage of being surface-sensitive techniques, whereas ATR additionally 

allow analysing aqueous samples.  

In ATR–FTIR spectroscopy, the sample is placed in contact with a infrared-transparent 

ATR crystal with high refractive index (figure 2.7). A high index of refraction ensures 

that the phenomenon of total internal reflection occurs with samples of various nature 

given the angle of incidence is greater than the critical angle (c) defined as following: 

𝜃𝑐 = sin−1 (
𝑛2

𝑛1
),     (2.2) 
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where n1 and n2 are refractive indexes of the ATR crystal and the sample, respectively. 

The infrared beam is focused onto the edge of the crystal, multiply reflected on the 

inner surface of the ATR crystal, and then directed to a detector. At each reflection at 

the sample–crystal interface, an evanescent wave is created and its energy is 

propagated into the sample. It is absorbed by the sample at resonance with vibration 

of molecules of the sample. 

 

Figure 2.7. schematic representation of the principle of work of ATR–FTIR spectrometer: n1 and n2 

are refractive indexes (n1  n2),  – angle of incidence at which total internal reflection occurs (c). 
Drawn based on [261] 

The electric field amplitude of this evanescent wave decays exponentially with the 

distance from the crystal surface. The penetration depth, dp, of the evanescent wave 

is defined as the distance at which the evanescent wave drops to e-1 times its intensity: 

𝑑𝑝 =
𝜆

2𝜋√(𝑛12 sin2 𝜃−𝑛22)
,     (2.3) 

where  is the wavelength of the incident radiation, n1 is the refractive index of the 

crystal, n2 is the refractive index of the sample in contact with the crystal, and  is the 

angle of incidence. Common materials used for ATR crystal manufacturing are zinc 

selenide, germanium, silicon and diamond. For example, in analysis of aqueous 

samples the penetration depth of ZnSe and diamond is 1.25 µm at 1600 cm-1. 

The signal intensity in ATR–FTIR is thus determined by multiple factors including 

wavelength, refractive index, number of reflections, and quantity of the sample in 

contact with the ATR crystal.  

In this work, the kinetics of self-assembly process of alkanethiols onto the ATR crystal 

was monitored using Bruker Tensor 27 or Bruker Vertex 70v FTIR spectrometers 

equipped with beam splitters made of KBr and deuterated triglycine sulfate (DTGS) 

ATR crystal

(n1)


infrared sourcedetector

z Evanescent wave (exponential decay)
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thermal detectors. Recording of spectra and their processing were performed using 

the OPUS 7.5 software (Bruker, Karlsruhe, Germany). The geometry of the used 

infrared device provided six internal reflections on the upper face of the crystal that is 

in contact with the alkanethiol solution. The spectrum of ethanol recorded just before 

the start of each experiment was used as a background (reference spectrum). The 

infrared device was permanently purged with the nitrogen flow to avoid ethanol vapour 

contribution in the spectra [262] (Annexe I), which otherwise may appear unpredictably 

and mistakenly attributed, for example, to bacterial fingerprints [263]. ATR-FTIR 

spectra of alkanethiols in ethanol were obtained every 1.5 minutes for the first 45 

minutes and then every 20 minutes by recording 100 scans per spectrum at a 

resolution of 4 cm−1. The spectra are presented with an absorbance scale 

corresponding to log(Rreference/Rsample), where R is the internal reflectance of the device. 

All interferograms were Fourier processed using the Mertz phase correction mode and 

a Blackman-Harris three-term apodization function. Second derivative spectra were 

used to determine band positions. ATR correction was not performed. Water vapour 

subtraction was performed and baseline was corrected at 3000 and 2820 or 2780 cm-1. 

2.1.4. Contact angle measurements  

Contact angle is the angle arising at the intersection of the liquid-solid interface and 

the liquid-gas interface when the drop of a liquid is placed in contact with a solid 

substrate (figure 2.8). The contact angle is dependent from the shape of the droplet, 

which in turn is determined by a surface tension of the liquid and substrate wetting 

properties in combination with other external forces, such as gravity. A state in which 

a droplet rests at equilibrium between three interfacial tensions defines the value of 

contact angle , that can be calculated using Young’s equation: 


𝑙𝑔
cos  = 

𝑠𝑔
− 

𝑠𝑙
,     (2.4) 

where lg, sg, and sl represent the liquid-gas, solid-gas, and solid-liquid interfacial 

tensions, respectively [264]. 
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Figure 2.8 Illustration of how a contact angle  is varying as a function of surface wetting. From left 
to right: hydrophilic surface to more hydrophobic surface 

Several models exist for the calculation of the surface energy of the substrate from 

contact angle data, for example those based on Zisman, Owens/Wendt, Fowkes or 

Neumann theories. The debates on the validity of these theories are still ongoing, 

because none of them model perfectly the reality of the interaction between a solid and 

a liquid [265]. The choice of the model is often determined by the nature of the 

substrate (polar / non-polar) and by obtained degree of the fitting error. Thus, it is 

important to understand that the value of surface energy can be only compared given 

that the same model for its calculation has been applied. First, Zisman model was 

tested for estimation of the surface energy of ZnSe functionalised with different SAMs. 

It did not result in a good estimation of the surface energy due to high fitting error. This 

model does not take into account polar interactions between solid and liquid, and thus 

generally works best on non-polar surfaces. 

To take into account the polar part of the functionalised ZnSe, Fowkes theory that 

dissociates polar and nonpolar (dispersive) components was applied [266]: 

𝑙(cos +1)

2
= (

𝑙
𝑑)

1 2⁄
(
𝑠
𝑑)

1 2⁄
+ (

𝑙

𝑝
)
1 2⁄

(
𝑠
𝑝)

1 2⁄
,   (2.5) 

where 
𝑙
𝑑 and 

𝑙
𝑝
 are the liquid dispersive and polar components, respectively, and 

𝑠
𝑑 

and 
𝑠
𝑝 are the solid dispersive and polar components, respectively. First, the contact 

angle with diiodomethane (
𝑙
𝑑 = 50.8 mJ/m2, 

𝑙

𝑝
= 0 mJ/m2) was measured and the 

dispersive component of the solid surface energy was calculated. Second, water 

(
𝑙
𝑑 = 21.8 mJ/m2, 

𝑙

𝑝
= 51.0 mJ/m2) contact angle measurements were performed and 

the polar component of the solid surface energy was computed. Fowkes theory 

assumes that the total surface energy is the sum of the dispersive and polar 

components: 
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𝑠
= 

𝑠
𝑑 + 

𝑠
𝑝.     (2.6) 

The measurements of contact angles were performed using a Digidrop contact angle 

meter (GBX Scientific Instruments). A liquid droplet of 0.5 μL was carefully deposited 

onto the sample surface with a syringe. The syringe was withdrawn and the image of 

static contact angle was taken immediately after liquid deposition. The reported contact 

angle values are based on 5 repeats. 

2.1.5. X-ray photoelectron spectroscopy  

X-ray photoelectron spectroscopy is a method used to determine the composition as 

well as the chemical state of elements on the topmost (~10 nm) surface of a sample. 

The method is based on the Einstein’s theory of photoelectric effect. In accordance 

with this theory, an X-ray photon of energy hv ejects an electron from a core level of 

an element on the sample’s surface. Using sufficient energy, the electron leaves its 

atomic orbital to be emitted from the sample surface. This process is described by the 

equation of energy conservation in photoemission: 

𝐸𝐵 = ℎ𝑣 − 𝐸𝑘 −𝑊,     (2.7) 

where EB is binding energy of the electron, hv is the energy of the X-ray photon, Ek is 

the kinetic energy of the photoelectron, and W is the work function of the spectrometer. 

Thus, the binding energy can be determined by measuring the kinetic energy of the 

photoelectron, given that the X-ray energy and the work function are experimental 

parameters. 

The XPS spectrum is a plot of the collected intensity as a function of the binding energy 

distribution of the electrons. A typical XPS spectrum consists of sharp photoelectron 

core-level peaks sitting on a relatively low background of inelastically scattered 

electrons. Since each element has a unique set of binding energies, the surface 

elemental composition can be determined as well as the information about its 

electronic structure. In order to avoid the loss of the energy of photoelectrons on the 

way to the detector, the environment in the experimental chamber is maintained under 

ultra-high vacuum. The instrumental set up is schematically presented in figure 2.9. 
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Figure 2.9. Basic scheme of the XPS instrumental set up 

XPS measurements were performed using a Kratos Axis Ultra DLD spectrometer 

(Kratos Analytical, Manchester, UK). Monochromatic source of X-rays (Al Kα, 

1486.6eV) was used. The survey spectra were obtained with a pass energy of 160 eV 

and 1.0 eV step. The data were collected at 90º take-off angle, the analysed spot size 

was 700300 µm. 

2.1.6. High-energy Rutherford Backscattering Spectrometry  

Rutherford backscattering spectrometry (RBS) is a technique that allows the 

quantitative determination of the composition of a material. A beam of charged 

particles bombards a sample surface and a small fraction of the incident particles is 

scattered within a certain solid angle, where the detector is placed (figure 2.10). 

 
Figure 2.10. Illustration of the analysis chamber in the RBS experiment [267] 

The method is based on the elastic binary collision where conservation of energy and 

momentum holds (figure 2.11) The projectile ion with the mass m will transfer a part of 

its energy to an atom (in rest) of the sample with the mass M and, hence, will be 

scattered for each scattering angle  with a given energy loss.  
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Figure 2.11. Schematic representation of an elastic collision between a projectile ion of mass m, 

velocity v0 and energy E0 and an atom of the sample with the mass M 

In the elastic collision, the ratio of the final (E1) and initial (E0) energy of the projectile 

ion is defined as the kinematic factor K, which can be expressed through the equation 

𝐾𝑀 =
𝐸1

𝐸0
= [

(𝑀2−𝑚2 sin2 )1 2⁄ +𝑚cos 

𝑀+𝑚
]
2

.   (2.8) 

The scattering angle, the mass and the incident energy of the projectile ion are 

experimental parameters and, hence, by measuring E1 one can find the mass M of the 

sample atom (at the surface). If the scattering event takes place at a certain depth, the 

corresponding energy loss in the projectile trajectory in the way in and out of the 

sample should be considered. In this way, compositional profiles can be extracted from 

the spectra.   

Besides the mass, the areal density of the element (in atoms per cm2) can be 

determined using the knowledge of its scattering cross-section. The scattering cross-

section represents the probability that the scattering will take place for a certain solid 

angle. The cross-section can also be interpreted as the area around the scattering 

centre exposed to the incident ion as a function of the scattering angle. RBS is based 

on the Rutherford cross-section, which can be analytically calculated from the repulsive 

electrostatic force between the nuclei. In addition, experimental scattering cross-

section data are available for the cases when the Rutherford condition cannot be 

applied to a system. This occurs, for example, when detecting light elements using 

high energy of incident ions due to overcoming the Coulomb barrier and appearance 

of nuclear effects. The experimental data on these cross-sections are available in 

literature and together with theoretical data can be extracted from the SIMNRA 

software commonly used for the analysis of RBS spectra [268]. 

As indicated, the detected yield (number of counts or events) in RBS is proportional to 

the atomic areal density of the material (Ns), which can be calculated from the atomic 

density (N) and thickness (t) of the sample: 
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𝑁𝑠 = 𝑁𝑡.     (2.9) 

Therefore, the thickness of the analysed sample can be determined only if its density 

is known and vice versa. In case of SAMs, the calculation of Ns may not be a 

straightforward procedure due to their monolayer character and possible variations in 

lateral homogeneity and spatial separation resulting from non-perfectly flat surface of 

the substrate. Nonetheless, the availability of the data on carbon cross-section and 

elaboration of the experimental set-up to increase sensitivity for carbon, make RBS an 

emerging powerful tool for studying SAMs [269].  

In this work, carbon coverage values were measured on ZnSe surfaces with different 

SAMs. The SAMs were obtained on ZnSe disks (Ø 1.8 cm) by overnight exposure to 

alkanethiol solutions followed by the rinse with ethanol and exposure to physiological 

water (NaCl 0.9 %) for ~3 hours to remove possible bilayer molecules. High-energy 

RBS measurements were performed with 5 MV Cockroft–Walton tandetron (HVEE 

B.V., Amersfoort, The Netherlands) at the Centro de Microanálisis de Materiales 

(CMAM) from the Universidad Autónoma de Madrid (Spain). To achieve a resonance 

with the excitation energy of the carbon nucleus, the incident energy of He+ ions was 

set at 4265 keV [269]. The incident angle of beam was 50º, whereas backscattered 

ions were detected at a scattering angle of 170º using a silicon detector. The 

experimental RBS spectra were analysed by comparison with simulated spectra in 

SIMNRA software (Version 7.02 [268]). 

2.1.7. Atomic force microscopy: imaging mode  

Atomic force microscopy (AFM) is a method to obtain three-dimensional images of a 

surface at a nanometre scale. A sharp probe attached to a flexible cantilever is used 

to approach the surface and the force arising at a close distance between the probe 

and the surface causes the cantilever to bend. The position of the cantilever is detected 

using a laser beam sensed with a quadrant diode (figure 2.12). Thus, by detecting the 

fluctuation in the cantilever bending one can obtain the information on the surface 

topography of the sample. 
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Figure 2.12 Schematic representation of the principle of work of atomic force microscope  

The sample is installed on the piezoelectric scanner that adjusts the position of the 

sample with respect to the measured interaction force. The images are recorded in 

constant or dynamic modes. In the constant mode, either the force acting on the 

sample or the distance to the sample surface are set to be constant during the 

measurement. When the probe is approaching the sample, the changes in z position 

of the scanner or the deflection of the cantilever, respectively, reflects the information 

on the sample topography. In the dynamic mode (that is often referred as tapping), the 

probe is oscillating at a predefined amplitude. This results in intermittent contacts with 

the sample as the cantilever is brought closer to the surface. The changes in amplitude 

of the oscillation are correlated with the variation in the sample height. The intermittent 

contact allows decreasing frictional forces between the sample surface and the probe 

and associated with it sample damage. However, the resolution of the obtained images 

is usually lower than in contact mode and higher acquisition time is required. 

In this work, ZnSe disks (Ø 1.8 cm, Crystran) were used to obtain AFM images of bare 

ZnSe after ozone/UV or H2O2/HCl treatment, and of gold coating onto ZnSe. The AFM 

apparatus was an Asylum Research MFP-3D Infinity™ equipped with a 100-µm close-

loop scanner (Santa Barbara, USA). The images were recorded in contact mode using 

silicon nitride probe (MSCT, Bruker).  

2.1.8. Scanning transmission electron microscopy  

A transmission electron microscope (TEM) enables imaging of the sample using highly 

accelerated electrons directed by a series of electromagnetic lenses. A magnified 

contrast image is formed as a projected volume resulted from electron beam 

absorption, diffusion and diffraction when it passes through a thin specimen (several 

tenth of nm). Besides morphological and structural properties, the method allows 
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studying the sample elemental composition by energy dispersive x-ray spectroscopy 

(EDS). This is achieved by placing a detector of X-ray emission that occurs as a result 

of an atom relaxation to a ground state after electron loss, and which is characteristic 

for each element. Scanning TEM (STEM) works under the same principle as TEM, but 

with the beam of electrons focused at a local spot on the sample surface. Using EDS 

in STEM instrument allows obtaining maps of sample elemental composition with a 

resolution down to an atomic scale. 

As the thickness of samples must be very low for TEM analysis (few tens of nm), 

different thinning techniques exist. One of them is based on the use of the focused ion 

beam for sputter removal of selected parts on the sample. A scheme of FIB sputtering 

steps and an image of the sample prepared for STEM analysis are shown in figure 

2.13  

  

Figure 2.13. Scheme of sample preparation for STEM imaging using FIB (left, modified from [270]) 
and SEM image of the prepared sample (right) 

JEM–ARM 200F Cold FEG TEM/STEM instrument operating at 200 kV and equipped 

with a spherical aberration (Cs) probe was used for STEM analysis of the surface 

cross-section. 

2.2 Preparation and analysis of bacterial samples: from 

suspensions to biofilms 

2.2.1. Bacterial strains 

Two strains were used as main samples in this study, a wild type of Lactobacillus 

rhamnosus GG (LGG, ATCC 53103, University of Antwerp, Belgium) and E2146 strain 

of Escherichia coli (E. coli, Institut Pasteur, Paris, France). The AFM images of the 

bacterial cells and a schematic representation of their cell walls are presented in 

figure 2.14.  

FIB

probe

sample

FIB

extraction transfer and mounting tilt and thinning

1 2 3
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LGG WT, Gram-positive E. coli E2146, Gram-negative 

    

Figure 2.14. AFM deflection images (obtained in PBS) and cell wall schemes of the used bacterial 
strains 

LGG is a Gram-positive, rod-shaped facultative anaerobic bacterium that possess 

probiotic properties. It was isolated from human stool specimens by Gorbach and 

Goldin in 1985 (the origin of ‘GG’ in its name) and is naturally present in the human 

intestine. It is largely used in food products and in pharmaceutical formulations due to 

many proofs of clinical benefits reported in literature [83]. It has been consumed in a 

form of dairy products, juices, cheeses, and capsules in over 40 countries worldwide 

and is especially popular in Finland thanks to a Finnish dairy company Valio purchasing 

the rights to use LGG in 1987 [83]. 

LGG has a strong adhesive capacity to human epithelial cells, but also to abiotic 

surfaces. This is due to the presence of specific adhesins on its cell wall – pili, playing 

a key role in promoting adhesive interactions [77]. From 10 to 50 pili can be found on 

one LGG cell, and their length can reach up to 1 µm [271]. 

Genetically modified LGG strain kindly provided by S. Lebeer and I. Spacova 

(University of Antwerp, Belgium) was used in few experiments in this work. This strain, 

modified from ATCC 53103, expresses blue-fluorescent protein (mTag), which allows 

observing it without the use of dyes and aids the differentiation of LGG in mixed 

bacterial biofilms [94]. 

E. coli is a Gram-negative, rod-shaped facultative anaerobic bacterium, which is also 

naturally found in the human intestine. Some strains of E. coli, however, are pathogenic 

causing a variety of diseases associated with intestinal (diarrhoea or dysentery) and 

extra-intestinal (urinary tract, meningitis) infections [272]. Pathogenic E. coli strains 

possess specific adherence factors that allow them to colonize sites, where E. coli 

normally is not present in humans, i.e. small intestine and urethra. The latter niche in 

particular is colonised by E.coli that have type 1 fimbriae on their cell wall acting as 
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promoters of the adhesion to mannose-containing receptors on uroepithelium. In 

addition, Type 1 fimbriae were reported to play critical role in attachment of E. coli to 

abiotic surfaces [273]. The strain E2146 used in this work was modified from K12 E.coli 

strain to possess solely type 1 fimbriae on its surface with its length ranging from 1 to 

10 µm [112]. Additionally, this strain was modified (Institut Pasteur, Paris, France) to 

express the green fluorescent protein (gfp+) enabling observation of the cells using 

epifluorescence microscopy without the use of dyes. 

2.2.2. Culture conditions 

Bacterial strains used in this work were cultivated in Man-Rogosa-Sharpe (MRS, ref. 

288130, Difco) for LGG and Lysogeny broth (LB, ref. L3152, Fluka) for E. coli (the 

composition of the media is provided in annexe II). 

Both bacterial stocks were stored at -80°C (LGG in MRS with 20 % (v/v) of glycerol, 

E. coli in LB with 25 % (v/v) of glycerol). The working stocks were obtained at 37°C 

following the growth of bacteria on MRS agar within 48–72 hours or LB agar within 24 

hours for LGG and E. coli, respectively. Antibiotics, ampicillin (20 µL at 100 mg/mL) 

and kanamycine (40 µL at 25 mg/mL), were added in 20 mL of LB agar, as selective 

medium for the E2146 strain. 

For monitoring the bacterial growth, the optical density (OD) of the bacterial 

suspensions was measured at 600 nm using a Cell Density Meter (model 40, Fisher 

Scientific). The cultures of LGG were prepared in MRS medium at 37°C under static 

conditions without special caution to avoid oxygen. For LGG (wild type) and LGG 

(mTag) growth, sub-cultures grown in 20 mL of MRS for 24 hours, were used to 

incubate cultures in 300 mL or 50 mL of fresh MRS, respectively (initial OD = 0.05 ± 

0.01). The cultures of E. coli were grown in LB at 37°C under constant agitation (160 

rpm). Subcultures of E. coli were prepared in 20 mL of LB with added antibiotics (as 

for LB agar) for 14 hours. The cultures of E. coli were incubated in fresh LB without 

antibiotics with a starting OD of 0.05 ± 0.01. The conditions for bacterial cultivation are 

gathered in table 1.3. 
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Table 1.3. Growth conditions for cultivating the bacteria 

LGG (wild type or mTag) E. coli 

working stock: 
MRS agar, 37ºC, 48–72 h 

working stock: 
LB agar + antibiotics, 37ºC, 24 h 

subculture: 
20 mL MRS, 37ºC, 24 h, static 

subculture: 
20 mL LB + antibiotics, 37ºC, 24 h, 160 rpm 

culture: 
300 mL (WT) or 50 mL (mTag) MRS, 37ºC, 14 h, static 

culture: 
200 mL LB, 37ºC, 2 h, 160 rpm 

Both bacteria were collected from suspensions for further analysis at the exponential 

growth phase (see annexe III for growth curves). 

2.2.3. Preparation of bacterial suspensions for biofilm formation 

Bacteria were harvested by centrifugation (3000 and 5000 g for LGG and E. coli 

respectively, 10 min, 4°C, Beckman Coulter Allegra 25R) after 14 hours (LGG) or 2 

hours (E. coli) of incubation in cultures. The pellets were re-suspended in 200 mL of 

nutritive medium or physiological water (NaCl 0.9 %) by gentle agitation. 

When preparing the suspension for LGG biofilms, three nutritive media were tested 

based on the study of Lebeer et al. (2007), i.e. MRS, Lactobacilli AOAC medium (Difco) 

and modified trypticase soy broth (mTSB), obtained by mixing 15 g/L of TSB (Fluka) 

and 20 g/L of Bacto proteose peptone no. 3 (Becton, Dickinson and Co.). The MRS 

medium is a nutritionally rich medium, specific for lactobacilli species [274]. The AOAC 

medium contains peptonized milk, and it is a relevant model in terms of industrial 

conditions. TSB is a general purpose medium, which supports the growth of a wide 

variety of bacteria. 

When biofilms were cultivated using LGG and E. coli suspension simultaneously, MRS 

or mTSB media were used. 

All media for biofilm experiments were used at a ten-fold diluted concentration. The 

low concentration of nutrients reduced interferences of infrared signal from culture 

medium in the infrared spectra of biofilms during cultivation. It is important to note that 

the dilution of the medium does not preclude biofilm formation, as has been shown for 

LGG [94] and other bacterial species [175], [275]. 
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2.2.4. Set-up for monitoring biofilm formation  

Through this work biofilms were studied in two key steps: 2.5 hours of initial attachment 

to the surface (bacterial suspension supply), followed by 24 hours of development of 

biofilms of bacterial cells adhered onto the surface in the first step (only nutritive 

medium supply) (figure 2.15). The biofilm development was monitored in real time by 

recording infrared spectra. The epifluorescence images of biofilms were made at two 

key times of the experiments: (1) after bacterial suspension flow for 2.5 hours, and 

(2) after bacterial flow for 2.5 hours followed by sterile medium flow for 24 hours. These 

biofilms are hereafter called 2.5-hours-old and 26.5-hours-old biofilms.  These time 

conditions were shown to be appropriate for obtaining ATR-FTIR spectra with good 

signal-to-noise ratios [175]. 

 

Figure 2.15. Schematic representation of the experimental steps to study biofilm development  

As a function of the studied parameter, these conditions were adjusted as presented 

in figure 2.16. In particular, an effect of the nutritive medium on the development of 

LGG biofilms was evaluated first. Ten-fold diluted MRS, AOAC or mTSB (hereafter 

called MRS/10, AOAC/10, and mTSB/10, respectively) media were used in both steps 

of experiments (2.5 + 24 hours). Further, an impact of the substrate preparation on 

2.5-hours-old LGG biofilm formation was investigated. Bare or functionalised 

(HS(CH2)11NH2) ZnSe or gold-coated ZnSe were tested as substrates. Physiological 

water (NaCl 0.9%) was used as the medium for nascent biofilm cultivation to minimise 

surface screening with nutrients. ZnSe crystals functionalised with three different 

alkanethiols were afterwards used as substrates to estimate the influence of surface 

properties on 2.5-hours- and 26.5-hours-old LGG biofilms. Physiological water was 

used in the first step of the experiment, whereas mTSB/10 was used for further 24 

hours of biofilm cultivation. Finally, the effect of LGG biofilm on the 2.5 hours- and 26.5-

hours-old E. coli biofilm formation was evaluated. Amino-functionalised ZnSe was used 

as the substrate and the experiments were performed either in MRS/10 or mTSB/10.   

Monitoring with ATR-FTIR

Bacterial suspension 2.5 hours

Analysis of the 2.5 hours old biofilm with epifluorescencemicroscopy

Flow of the sterile medium for 24 hours Analysis of the 26.5 hoursold

biofilm with epifluorescence
microscopyMonitoring with ATR-FTIR

Bacterial suspension 2.5 hours

Monitoring with ATR-FTIR

30 min static

30 min static 2 h flow

2 h flow
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     Effect of the medium on the development of LGG biofilm: 

 
    Effect of substrate preparation on LGG attachment: 

 
    Effect of surface functionalisation on the development of LGG biofilm: 

 
    Effect of LGG on the development of E.coli biofilm: 

 

Figure 2.16. A scheme of the change in conditions for biofilm experiments depending on the studied 
parameter  

2.2.5. Flow cell and ATR-FTIR spectral acquisition  

Freshly prepared suspensions were put under magnetic stirring (160 rpm) to prevent 

the sedimentation of the bacterial cells. The suspensions were pumped around a flow 

cell containing ZnSe crystal using a peristaltic pump (figure 2.17).  

  

Figure 2.17. Schematic representation and a photo of the experimental set-up for biofilm formation 

The spectrum of the bacterial suspension obtained immediately after filling in the flow 

cell and the spectrum of the sterile medium obtained once it had replaced the bacterial 

suspension after first 2.5 h of measurements were used as references for first and 

second step of experiments, respectively (Figure 2.16). The IR spectra were recorded 

every 10 minutes for the first 2.5 h of the experiment, and every 20 minutes for the 

24 h step of the flow of the sterile medium. Water vapour subtraction was performed 

and the baseline was corrected at 3580, 2750, 1800, and 900 cm-1. All experiments 

were conducted at 21±1°C in an air-conditioned room. 
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2.2.6. Curve resolution analysis 

A curve resolution analysis was used to estimate the spectral contribution of the 

various biofilm components during the development of LGG biofilm for 24 hours on 

bare ZnSe in three different nutritive media.  

The vibrational spectra of biofilms are considered to be a weighted sum of the 

individual spectra (or pure component spectra) of individual species in the mixture. 

Bayesian positive source separation (BPSS) was used to estimate the variation of pure 

component spectra from the spectra of the biofilm development during the flow of the 

sterile nutritive medium. This mixing model assumes that measured data from an 

evolving system are linear combinations of unknown pure component spectra [181], 

[182]. The mixing coefficient can then be derived, which is proportional to the 

concentration of the pure component in the mixture. By assuming a known number of 

components, the mixture analysis can estimate the pure component spectra and their 

mixing coefficient profiles (proportional to the concentration) from the mixture spectra 

without any a priori information. All calculations were performed using a custom 

software in MATLAB. The spectral analysis was performed in the fingerprint region of 

1800–900 cm−1, with baseline corrected as a straight line between these two values. 

The data processing was applied to 67 ATR-FTIR spectra reflecting the period from 1 

to 24 hours of biofilm development during the sterile medium supply. The lack of fitting 

was less than 3% in each series of spectra. 

2.2.7. Epifluorescence microscopy 

A fluorescence microscope enables imaging of the sample based on the excitation / 

emission process encountered by specific fluorochromes that are present in the 

sample volume. All fluorochrome molecules have characteristic excitation / emission 

wavelengths. The energy of emission is always lower than that of excitation, therefore 

the observed fluorescence is always at higher wavelengths with respect to excitation 

range. For example, figure 2.18 presents excitation and emission spectra of three 

fluorochromes, SYTO 9, SYBR Green and propidium iodide, which have maximum 

emission wavelengths around 500, 520 and 620 nm, respectively.  
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Figure 2.18. Fluorescence spectra of SYBR Green, Syto 9 and propidium iodide fluorochromes 
(printed with permission of Thermo Fisher Scientific [276]) 

The key element in the fluorescence microscope is a fluorescent filter cube 

(figure 2.19). This cube is comprised of optical glass filters that select specific 

wavelengths from the broader light spectrum passing on and emitted from the sample, 

and a dichroic mirror allowing the delivery of the signal from the source to the detector. 

The obtained image is magnified with optical lens (objective), and the microscopes in 

which the illuminator and objective lens are positioned on the same side of the 

specimen, are called epifluorescence microscopes. 

 

Figure 2.19. Schematic representation of a fluorescence microscope 

SYBR Green II (Molecular Probes, ref. S7586) or BacLightTM Live/Dead kit (Molecular 

Probes, ref. L7012) were used in this work to stain bacterial cells. SYBR Green II stains 

nucleic acids in bacterial cells, with a higher quantum yield when bound to RNA than 

to DNA (data from the manufacturer). The BacLightTM kit contains two fluorochromes, 

green-fluorescent Syto 9 and red-fluorescent propidium iodide, which enable 

determination of the permeability state of the cell membrane. Syto 9 is able to 

penetrate into all cells, whereas propidium iodide will enter only the cells with 
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compromised membrane. Due to higher affinity of propidium iodide to nucleic acids 

compared to Syto 9, cells with damaged membranes appear red. 

At the end of every biofilm experiment, the ATR crystal was carefully demounted from 

the flow cell and gently rinsed with sterile ultrapure water using pipette (experiments in 

chapter IV) or dipping into the Petri dish filled with ultrapure water (chapters IV-VI) to 

remove non-adherent cells. Bacteria attached on the surface were stained with SYBR 

GREEN II or BacLightTM Live/Dead kit for 30 or 20 minutes, respectively, in the dark at 

21±1 °C. The crystal was then gently rinsed with sterile ultrapure water to eliminate 

excess of the dyes. A series of images (≥60) was recorded at random places of the 

crystal surface using 100 and 10 objectives of an Olympus BX51 microscope. The 

images were processed with the ImageJ software for calculation of bacterial coverage 

on the crystal surface. 

2.2.8. Atomic force microscopy: force spectroscopy 

Force spectroscopy is the mode of utilising AFM for measuring mechanical forces 

between the probe and the sample. These forces are obtained from the cantilever 

deflection according to Hooke’s law: 

 = −𝑘𝑐𝑑,      (2.10) 

where 𝑘𝑐 is the spring constant of the cantilever and d is the extension of the cantilever 

bend. When the tip is approaching the sample, the force acting on the cantilever from 

the sample is absent until the point where the probe jumps into contact with the sample 

surface and the interaction begins. This causes the cantilever to bend until the force 

(proportional to measured deflection) reaches the value set by the operator. The probe 

is withdrawn then from the surface and the peaks on the retraction curve (one or 

multiple depending on the number of interaction sites) are characteristic for the force 

arising during the interaction of the probe with the sample (figure 2.20). Since the peaks 

occur at a certain distance regulated by z scale of the piezoelectic scanner, the 

maximum distance at which the probe is still interacting with the sample (rupture 

distance) can be identified. For example, force-distance curve presented in figure 2.20. 

shows that the interaction between the probe and the sample occurs at least four times 
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during retraction of the probe from the sample surface and the rupture distance 

reaches the value up to 10 µm. 

 

Figure 2.20. An example of the force-distance curve obtained using AFM force spectroscopy mode  

In this work, force measurements were made to study the interaction of LGG cell wall 

with –CH3, OH, and NH2 functional groups. The experiments were performed at room 

temperature using Asylum MFP-3D atomic force microscope (Santa Barbara, CA, 

USA) equipped with a liquid cell and filled with phosphate buffered saline. Gold-coated 

AFM probes (NPG-10, Bruker) were functionalised with alkanethiols HS(CH2)11X 

(X=CH3, OH, or NH2) by exposure to 1 mM ethanolic solution of corresponding 

alkanethiol. LGG cells at exponential growth phase suspended in phosphate buffered 

saline were immobilised (14 hours, 4C) onto Au/Cr/glass substrates (Sputter Q150T, 

Quorum technologies) through electrostatic interactions with –NH3
+ terminal groups of 

SAM of 11-Amino-1-undecanethiol adsorbed on Au/Cr/glass. The interactions between 

the functionalised probes and the LGG cell wall were quantified by scanning the 

surface and measuring the deflection of the cantilever as a function of the vertical 

displacement of the piezoelectric scanner. A total number of 1024 force-distance 

curves were recorded on the sample spot with the size of 100 µm2. These curves were 

analysed using a custom program in MATLAB software for calculation of the frequency 

of appearance of certain interaction force as a function of probe-sample distance. 

2.2.9. CFU counting  

To estimate the quantity of E. coli cells after cultivation over preliminarily formed LGG 

biofilm, CFU counting was made. After the extraction of ZnSe crystals with the biofilm 

from the infrared flow cell, the half of the crystal (as the other half was used for 

epifluorescence images) was scraped using custom-built sterile spatula composed of 

polytetrafluoroethylene. The cells were resuspended in 1 mL of phosphate buffered 
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saline using sonication for 1 minute. The resuspended and subsequently diluted cells 

were plated on LB agar and let to grow overnight at 37C. The values of counted 

colonies were multiplied by two assuming the homogeneous coverage of ZnSe with 

bacterial cells.   
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III. I m p a c t  o f  t h e  n u t r i t i v e  m e d i u m  o n  

t h e  f o r m a t i o n  o f  L G G  b i o f i l m s  

The content of this chapter is published in Biofouling: 

https://doi.org/10.1080/08927014.2019.1617279 

 

The antipathogenic potential of LGG is correlated with its ability to form biofilms, which 

might be strongly affected by culture media conditions. Lebeer et al. explored the effect 

of culture conditions on 72-hours-old LGG biofilms on polystyrene [79]. The choice of 

the nutritive medium highly modulated the capacity of LGG to develop biofilms, as 

shown using a microtiter plate biofilm assay. A lack of glucose appeared to be a key 

factor promoting biofilm formation. More recently, Jiang et al. evaluated the effect of 

various carbohydrates on the survival and growth of LGG in multispecies simulated 

oral biofilms [95]. Contrary to the previous study, in the presence of carbohydrates 

including glucose, LGG grew better on saliva-coated hydroxyapatite, as calculated 

based on colony forming units from 64.5-hours-old collected biofilms. 

The effect of culture conditions on LGG properties have generally been studied for the 

planktonic form [120], [121], [277] or at the end of the biofilm formation period [79], 

[95]. The question of how LGG adapts to environmental conditions of different nutritive 

media from early stages of biofilm development until maturation (i.e. its composition, 

physiological state, shape) has not yet been investigated and is addressed in this 

chapter. ATR-FTIR measurements were performed to monitor the changes in 

molecular fingerprints of LGG biofilms in situ in three different nutritive media under 

flow conditions and in real time. Additionally, the shape of LGG cells and their 

distribution on the surface were observed using epifluorescence microscopy in nascent 

and more mature biofilms. 
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3.1 Results 

3.1.1 LGG in planktonic state: impact of the medium on the bacterial 

growth and the synthesis of lactic acid  

First, the influence of the medium on the growth of LGG in planktonic form in diluted 

nutritive media was verified. The suspensions were adjusted to initial OD of 0.5 (as for 

biofilm experiments) and the OD measurements were performed over ~8 hours 

(figure 3.1). The OD gradually increased in MRS/10 and AOAC/10 media, whereas it 

stayed relatively constant in mTSB/10. This was in line with CFU counts of cultivable 

LGG cells after 8 hours of incubation in each media, which increased from ~3·107 to 

~9·107, ~8·107, and ~4·107 UFC/mL in MRS/10, AOAC/10 and mTSB/10, respectively.  

 

Figure 3.1. Time evolution of optical densities (600 nm) of planktonic LGG in 10-fold diluted MRS, 
mTSB and AOAC nutritive media after their transfer from MRS medium at the end of their 

exponential growth phase, and pH values of the suspensions 

Besides, the pH values of the nutritive media after 8 hours of LGG incubation were 4.0, 

3.4 and 6.1 in MRS/10, AOAC/10 and mTSB/10, respectively, whereas the initial pH 

of all nutritive media was ~7.0. The increase of the acidity of MRS/10 and AOAC/10 

media was probably due to lactic acid production by LGG. The spectra of the cell-free 

culture supernatants recorded after 2.5 and 8 hours and presented in figure 3.2 were 

compared with the spectra of lactate recorded at different pH (annexe IV).  
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Figure 3.2. ATR-FTIR spectra of nutritive media before (dash dot) and after (dash) 2.5 and (solid) 8 

hours of LGG incubation. Sterile Millli-Q water was used as a reference for all spectra. Offsets of 
spectra are used for clarity 

After 2.5 hours of incubation, new bands at 1237, ~1129 and 1042 cm-1 appeared in 

the spectra of MRS/10 and AOAC/10 media. These bands were more intense in the 

spectra of these media recorded after 8 hours. They were assigned to νCO combined 

with δOH, ρCH3 combined with νCO, and νC–CH3, respectively, from lactic acid and 

lactate salt [278]. The occurrence of bands at 1416 cm-1 and 1727 cm-1 in MRS/10 and 

AOAC/10, respectively, showed that the lactate and the lactic acid forms were both 

present in the media, albeit in different ratios. From the spectra, and in accordance 

with the measured values of pH, the acidic form was more prominent in AOAC/10. The 

spectrum of filtered mTSB/10 was almost not changed with respect to the initial record 

neither after 2.5 nor after 8 hours of incubation. The non-significant changes in the 

spectra are in accordance with the stable optical density measured for LGG 

suspensions in mTSB/10 (figure 3.1). As glucose is used by LGG to synthesize lactic 

acid, its higher concentration in MRS/10 (2 g/L) and AOAC/10 (1 g/L) media compared 

to mTSB/10 (0.25 g/L) support the differences in the observed production of lactic acid. 

Herein, the higher buffering capacity of MRS /10 due to the presence of citrate and 

acetate compounds may explain its lower acidity compared to AOAC/10, even though 

MRS/10 has a higher concentration of glucose. To compare the physiological state of 

bacterial cells in the three nutritive media, the ATR-FTIR spectra of planktonic LGG 

after 2.5 hours of incubation were recorded (figure 3.3). 
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Figure 3.3. ATR-FTIR spectra of LGG collected from bacterial suspensions based on 10-fold diluted 
MRS, AOAC, and mTSB media after 2.5 hours of incubation; NA – nucleic acids, PL – 

phospholipids, PS – polysaccharides. Corresponding supernatants from centrifugation were used to 
obtain the reference spectra. Offsets of spectra are used for clarity. 

Differences in relative intensities of the bands assigned to nucleic acids, phospholipids, 

and polysaccharides [260] can be noticed depending on the medium. The main 

information derived from these spectra is that LGG produced a higher amount of 

nucleic acids (bands at 1240 and 1120 cm-1 [260]) in MRS/10. This is in line with the 

growth curves showing higher number of multiplying cells in MRS/10 compared to the 

other media (figure 3.1).  

3.1.2 LGG nascent biofilms (2.5 hours): molecular fingerprints, 

bacterial shape and distribution on the surface 

During the incubation of LGG in the flow cell, the intensity of all bands in the infrared 

spectra increased in all media suggesting the attachment of bacteria to the crystal 

surface (figure  3.4). 

   

Figure 3.4. Evolution of infrared spectra in ATR mode during the incubation of LGG suspension for 
2.5 hours in 10-fold diluted MRS, AOAC, and mTSB media obtained at 10 minutes interval.  
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Figure 3.5 shows the ATR-FTIR spectra of LGG after 2.5 hours of incubation in the 

three different nutritive media. The assignment of the infrared bands was realised in 

accordance with the literature [166], [260], [279], and they are summarized in table 3.1. 

 

Figure 3.5. ATR-FTIR spectra of LGG in 10-fold diluted MRS, AOAC, and mTSB media after the 
flow for 2.5 hours over the ATR crystal surface. LA – lactic acid or lactate, NA – nucleic acids, PL – 
phospholipids, PS – polysaccharides. Spectra were normalised with respect to the amide II band. 

The appearance of bands at 1416, 1310 and 1237 cm-1 was observed in the spectra 

of LGG recorded in MRS/10 and AOAC/10 media. These bands were indicative of the 

production of lactic acid (annexe IV), in accordance with the bacterial behaviour in 

these two media in the planktonic form. Besides, the region between 1200 and 

900 cm-1 assigned to polysaccharides, phospholipids and nucleic acids showed slight 

differences in the bands depending on the medium (figure 3.5). From the data on the 

planktonic cultures, the rapid decrease of pH in a close biofilm environment can be 

expected in AOAC/10. This may lead to physico-chemical changes in the external layer 

of peptidoglycans from the cell wall [113]. 
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Table 3.1. Assignments of principal infrared vibrational bands of 1800–900 cm-1 region of the ATR-
FTIR spectra of LGG in different nutritive media after 2.5 hours of inoculation 

IR wavenumbers (cm-1) 

Assignments LGG in 
MRS/10 

LGG in  
AOAC/10 

LGG in  
mTSB/10 

1749 1745  C=O Esters from lipids 

1712 1715 1715 C=O Carboxylic acids 

1649 1648 1655 Amide I* 
(Disordered/α-helix) 

Proteins 

1631 (sh) 1630 (sh) 1634 (sh) Amide I* (β-sheets) Proteins 

1570–1516 1572–1518 1568–1515 Amide II** Proteins 

1455 1456  δaCH3 Lactic acid 

  1449 δCH2 Lipids 

1417 1418  sCOO− Amino acids, teichoic acids, 
lactic acid 

1394 1393 1396 sCOO− Proteins 

1316–1274 1313–1283 1311–1284 Amide III*** Proteins 

1243 1240 1242 aPO2
− Phosphodiester, 

phospholipids, nucleic acids 

1220 1221 1219 aPO2
−, δCH (ring) Ribose, phospholipids 

1172–1152 1172–1151 1171–1153 sC–OH, νC–O Proteins, carbohydrates, 
esters 

1119 1122 1119 C–O DNA, RNA 

1084 1084 1083 sPO2
− Phosphodiester, 

phospholipids, nucleic acids 

1055 1056 1052 sC–O–C, sP–O–C 
(R–O–P–O–R') 

Polysaccharides 

1038 1041 1033 C–O Polysaccharides, RNA 
ribose 

998 988 993 Uracil ring RNA, phospholipids 

968 974 970 C–C, P–O–P, 
Ribose–phosphate 
skeletal motions 

DNA, phospholipids 

916 916 915 Ribose–phosphate 
skeletal motions 

DNA 

        *νC=O with the minor contribution from νC–N, overlapped with the signal of δH2O, 1640 cm-1;  
        **δCNH coupled with νC–N; *** νC–N, δCNH and νC=O. 

To compare the physiological state of bacteria in the nutritive media, ratios of 

integrated intensities of the main band regions corresponding to proteins, {nucleic 

acids + phospholipids}, and {nucleic acids + phospholipids + polysaccharides}, were 

calculated for 2.5-hours-old biofilms (figure 3.6). The values of the ratios were close 

regardless of the medium. Therefore, it is postulated that the biochemical composition 

of LGG cells remained similar. Generally, L. rhamnosus grows slowly [280], which is 

in line with low differences in physiological state of LGG cells after short time of biofilm 

cultivation. 
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Figure 3.6. Ratios of integrated intensities of the main bands corresponding to the components in 
bacterial cell calculated from the spectra of 2.5- and 26.5-hours-old biofilms. NA: nucleic acids, PL: 

phospholipids, PS: polysaccharides. Amide II: 1592 –1486 cm-1, NA+PL: 1271–1188 cm-1, 
PS+NA+PL : 1189–956 cm-1. Amide II band was used for the proteins estimation, as it has less 

interference with the water signal compared to amide I band. 

Images of the bacteria in the 2.5-hours-old biofilms were obtained using 

epifluorescence microscopy, and the coverage of the crystal with bacteria was 

estimated (figure 3.7). In all three media the bacterial coverage on the crystal surface 

was low and heterogeneous as it is shown in the broad distributions in figure 3.7. The 

lowest coverage was observed in MRS/10. LGG cells, with very few exceptions, 

preserved their native rod shape. Nonetheless, the length of bacteria varied depending 

on the nutritive medium, namely being equal to 2.0±0.6, 1.5±0.6, and 0.9±0.3 µm in 

MRS/10, AOAC/10 and mTSB/10, respectively.  

MRS/10 AOAC/10 mTSB/10 

 
  

   

Figure 3.7. Surface coverage distributions and representative epifluorescence images of 2.5-hours-
old biofilms obtained in 10-fold diluted MRS, AOAC and mTSB media. Arrows indicate areas of 

corresponding representative images. 
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3.1.3 Development of LGG biofilms (26.5 hours): variations in 

molecular fingerprints during the flow of the sterile nutritive media 

Figure 3.8 shows the time-evolution of the ATR-FTIR spectra in the fingerprint region 

during the flow of each sterile medium over 2.5-hours-old biofilms. The reference 

spectrum was the spectrum of the 2.5-hours-old nascent biofilm. Hence, spectra in 

figure 3.8 reflect only information on the development of cells already attached to the 

crystal by the end of the inoculation period. 

 

Figure 3.8. Evolution of ATR-FTIR spectra during 24 hours of LGG biofilm development in 10-fold 
diluted MRS, AOAC and mTSB media obtained at 1 hour interval. The reference spectrum is the 

spectrum after 2.5 h of flow of suspensions of LGG. 
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Time-evolution of the integrated intensities of ATR-FTIR spectral regions 

corresponding to proteins, {nucleic acids + phospholipids}, and {nucleic acids + 

phospholipids + polysaccharides} are provided in figure 3.9. for each medium. In 

MRS/10 and AOAC/10, all values of integrated intensities increased during the whole 

period of measurements. These results suggest the active multiplication of the cells in 

the vicinity of the surface. In mTSB/10, the increase of all the components was 

continuous during the first ~15 hours of the flow of the sterile medium over the 2.5-

hours-old biofilm, after which a plateau was reached. This result does not necessarily 

indicate the complete coverage of the crystal surface with bacteria. The stagnation of 

the infrared intensities might be also a sign of the stationary phase being entered into by 

the cells or a biofilm growth in excess of the depth of analysis (1.25 µm at 1600 cm-1). 

   

Figure 3.9 Evolution of integrated intensities of the ATR-FTIR bands corresponding to proteins, as 
derived from the amide II band region at 1592–1486 cm-1, nucleic acids + phospholipids (NA + 

PL,1271–1188 cm-1), and polysaccharides + nucleic acids + phospholipids (PS + NA + PL, 1189–
956 cm-1) during formation of LGG biofilm over 24 hours in MRS/10, AOAC/10, and mTSB/10 after 

initial 2.5 hours of bacterial flow in same media 

The spectral fingerprints of the ATR-FTIR spectra in MRS/10 were very different from 

those obtained in the two other media (figure 3.8). In the 1100-1000 cm-1 region, the 

spectra did not clearly show bands at 1072, 1055 and 1036 cm-1 that were present in 

the other two series of spectra and assigned to polysaccharides. In addition, bands 

assigned to phospholipids (1745, 1224, 1171, 967 cm-1) were clearly more intense than 

those from polysaccharides in the spectra of LGG recorded in MRS/10. The ratio of 

integrated intensities of {nucleic acids + phospholipids} to {nucleic acids + 

phospholipids + polysaccharides} calculated from the last recorded spectra in each 

medium was around twice as high for spectra obtained in MRS/10 than in both other 

media (0.5, 0.3 and 0.2 for MRS/10, AOAC/10 and mTSB/10, respectively, figure 3.6). 

These data allowed us to conclude that the synthesis of polysaccharides by LGG was 

lower in MRS/10 than in the other two media.  
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Figure 3.8 also shows in all spectra the increase of a band at 1416–1417 cm-1 assigned 

to the COO– symmetric stretching. Besides, a small shift in the band maximum from 

1113 to 1123 cm-1 as well as a shoulder at 1572 cm-1 were observed over the time 

evolution of the spectra recorded in MRS/10 and AOAC/10. These bands were 

assigned to the carboxylate and alcohol groups from lactate (annexe IV [278]), 

indicating the production of lactic acid by LGG during its growth on the surface. The 

production of lactic acid was higher in MRS/10 than in AOAC/10 and it was very low or 

absent in mTSB/10, continuing the trend seen in planktonic cultures and nascent 

biofilms. Of interest, bands indicating the presence of lactate in the biomass were 

present in the spectra per se. It means that the released lactate molecules remain at 

least partially in a vicinity of the first layers of bacteria. 

3.1.4 Spectral contours of the principal components resolved by the 

chemometric analysis with BPSS during the flow of the media for 24 hours 

The BPSS results are presented in two forms: (1) estimated pure components spectra 

(PC) of individual species present in a biofilm mixture from 3.5-hours to 26.5-hours-old 

biofilms, and (2) estimated relative contribution (RC) of each individual species, as a 

function of time. Figure 3.10 (left) shows the pure component spectra extracted from 

the series of the ATR-FTIR spectra of LGG biofilm development in each medium 

(i.e. from spectra in figure 3.8). The corresponding relative contributions of individual 

spectra to the biofilm spectrum are also given in figure 3.10 (right). The assignment of 

the pure component spectra allowed the relative contribution of the corresponding 

biomolecules to be traced during biofilm development. 

During the first 6 hours of MRS/10 supply, a high production of nucleic acids (PC1 and 

RC1, figure 3.10a,d) was observed. The predominant synthesis of nucleic acids 

reflected an activation of a metabolic activity towards cell replication on the surface as 

had previously been suggested for sessile Pseudomonas fluorescens [275]. Another 

component resolved was a mixture of proteins and nucleic acids (PC3, figure 3.10a), 

which grew exponentially for the first 9 hours and then stabilised (RC3, figure 3.10a,d). 

Pure component PC4 (figure 3.10a) showed the features of lactic acid/lactate and 

proteins. The associated relative contribution of this component increased until the 17th 

hour of measurements, after which it decreased (RC4, figure 3.10d). The contribution 

from PC2 (proteins with contribution of polysaccharides, figure 3.10a) increased 
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continuously and did not plateau by the end of the measurements (RC2, figure 3.10d). 

This data showed that cells were metabolically active in MRS/10 for the whole period 

of measurements. 

  

  

  

Figure 3.10. Estimated BPSS ATR-FTIR pure component spectra from the spectra recorded during 
the 24 hours development of LGG biofilm in ten-fold diluted MRS, AOAC and mTSB media. Offsets 

of spectra are used for clarity (a, b, c). Corresponding relative contribution profiles (d, e, f). LA – 
lactic acid or lactate, NA – nucleic acids, PS – polysaccharides. 

Only two components were resolved in AOAC/10 and mTSB/10 media during the 

development of the biofilms. As in MRS/10, a high production of nucleic acids was 

resolved during the first 6 hours of the medium supply (PC6, RC6 and PC8, RC8 

figures 3.10c,e,f). In both media the biosynthesis of nucleic acids was accompanied by 
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the production of proteins, albeit in higher quantity in AOAC/10. The production of 

these compounds in both media reached a pseudo-plateau weakly decreasing after 

about 12 hours of flow, indicating a slowdown of the metabolic activity of at least the 

bottom of the biofilm (RC6 and RC8, figure 3.10e,f). PC5 and PC7 were spectra of a 

mixture of proteins, polysaccharides, and in case of AOAC/10 also of lactic acid/lactate 

(figure 3.10b,c). The latter spectrum was not resolved separately as it was in the 

spectra of the MRS/10 experiment. It reflected the concomitant biosynthesis of 

proteins, polysaccharides and lactic acid in AOAC/10 whereas only proteins and lactic 

acid were produced simultaneously in MRS/10. In accordance with the ratios obtained 

in figure 3.6, a higher synthesis of polysaccharides was observed in mTSB/10 

compared to AOAC/10 (PC5 and PC7, figure 3.10b,c). However, the synthesis 

increased continuously in AOAC/10 whereas it reached a plateau in mTSB/10 (RC5, 

RC7, figure 3.10e,f) suggesting a steady state of bacteria close to the surface was 

reached in the latter medium.  

3.1.5 Morphology of the LGG cells in the 26.5-hours-old biofilms 

strongly depends on the nutritive medium 

The epifluorescence images of 26.5-hours-old biofilms revealed major differences in 

bacterial shape depending on the media (figure 3.11). In MRS/10, the cells were 

characterised with the rod-like appearance typical of  lactic-acid bacteria [281]. The 

average length of the cells in MRS/10 slightly increased in comparison with the cells in 

the 2.5-hours-old biofilm (2.2±0.7 µm). However, cells were quite heterogeneous in 

length (1 - 4 µm). This phenomenon was even more pronounced in AOAC/10, where 

the majority of cells developed a long filamentous shape, with the remainder being 

characterised by having relatively short and curved shapes. In mTSB/10, the 

population of bacterial cells had a more homogeneous appearance and length 

(1.2±0.4 µm). Interestingly, most of bacteria had shapes represented by a curved, 

“horseshoe” appearance.  
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MRS/10 AOAC/10 mTSB/10 

   

   

Figure 3.11. Surface coverage distributions and representative epifluorescence images of 26.5-
hours-old biofilms obtained in 10-fold diluted MRS, AOAC and mTSB media. Arrows indicate areas 

of corresponding representative images. 

The bacterial coverage of the surface was also medium dependent. It was on average 

the lowest for biofilms in MRS/10. In AOAC/10 and mTSB/10, the bacterial coverage 

was higher, but it was broadly distributed on the surface. 

3.2 Discussion 

In this chapter, changes in the biochemical composition and shape of LGG cells during 

biofilm formation on an abiotic surface in different nutritive media were monitored over 

time. Of note, the data were collected in flow conditions that have been rarely 

addressed until now in studies with LGG [64]. 

First, it was observed that there was a remarkable difference in growth of planktonic 

LGG cells depending on the medium. The absence of growth in mTSB/10 could 

somewhat be expected [282], since this medium is not specific for lactobacilli. 

However, in AOAC/10 the bacterial growth was also not as high as in MRS/10, 

although both media are recommended  for lactobacilli cultivation. The higher acidity 

of AOAC/10 compared to MRS/10 led to a lower bacterial growth. Hutkins and Nannen 

showed that lactobacilli growth occurs optimally at pH ˃ 6 [236]. Koponen et al. 

suggested that LGG grew favourably at pH=5.8, whereas at pH=4.8 their growth was 

reduced as a result of an acidic stress [120]. Many lactobacilli are acid-tolerant bacteria 

[283]. However, lactic acid produced by LGG can easily pass the bacterial cell 

20 µm 20 µm 20 µm
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membrane, which may lead to the decrease of the intracellular pH and subsequent 

impairing of the cell functions [120], and hence, presumably to a decrease in the growth 

of the cells, as was observed in AOAC/10.  

The lactic acid/lactate signature was also observed in the IR spectra from biofilm 

experiments in AOAC/10 and MRS/10. From BPSS analysis it was observed that the 

lactic acid production was not constant, despite the continuous supply of fresh 

nutrients. This observation applies at least for the first 1-2 layers of bacteria on the 

surface (depth of penetration of the IR beam). 

Variations in the features of the bands assigned to polysaccharides (950-1100 cm-1) 

revealed differences in the moieties of the carbohydrates of LGG cells in all three 

media. Burgain et al. showed that a decrease in pH leads to physico-chemical changes 

in the external layer of peptidoglycans from the cell wall [113]. The changes in the 

spectral fingerprints of polysaccharides were more pronounced in the older biofilms. 

From calculation of the ratios of bands regions (figure 3.6), the biosynthesis of 

polysaccharides was found to be lower in MRS/10 than in AOAC/10 and mTSB/10. 

This result was consistent with the study of Lebeer et al., which showed that the 

production of exopolysaccharides was dramatically lower in MRS than in AOAC or 

mTSB on 72-hours-old biofilms [79]. However, under the current conditions the 

production of polysaccharides was higher in mTSB/10 than in AOAC/10, whereas the 

reverse was observed by Lebeer et al. in these media that were not diluted. BPSS 

results showed that polysaccharide synthesis was stopped by the end of the 

measurements in mTSB/10, but not in AOAC/10. Thus, it can be expected that the 

level of polysaccharides would be higher in biofilms cultivated in AOAC/10 for older 

biofilms. In addition, due to flow conditions shear forces could also influence EPS 

production [152]. The nature of extracellular polysaccharides was reported to play an 

important role in the adhesive properties of LGG [284]. Unfortunately, it was not 

possible to identify polysaccharides synthesised in biofilms. Nonetheless, differences 

in bacterial coverage of the surface as a function of the medium were observed. Thus, 

it would be very interesting to determine in future work the medium dependent nature 

of EPS molecules produced by LGG in biofilms. 

The data of bacterial coverage obtained in this work pointed out an intriguing issue 

regarding the strength of bacterial attachment to the surface. Although the infrared 
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signals, directly proportional to the quantity of biomass on the surface, were relatively 

close to each other in three different media, the numbers of actually attached bacteria 

seen on the surfaces varied depending on the medium. Apparently, bacteria did not 

respond in the same manner to the delicate, rinsing step applied  before microscopic 

observation. Even though the experiment was performed under flow conditions, the 

forces arising during the rinsing step can affect the bacterial retention on the surface 

[204]. In MRS/10 the eventual coverage of the surface with bacteria was the lowest, 

suggesting that the cells were weakly attached to the surface. In contrast, in AOAC/10 

and especially in mTSB/10 medium, the strength of adhesion to the surface appeared 

to be stronger. This result is in accordance with observations by Lebeer et al. on 72-

hours-old LGG biofilms in media that were not diluted [79]. Based on the infrared data, 

it is suggested that the percentage of surface covered with LGG was similar regardless 

of the medium, until the substrate was removed from the flow cell and rinsed. This 

behaviour appears to be strain specific as it was not observed in the earlier study with 

P. fluorescens [173]. It is noteworthy, that the spectra of biofilms with information on 

the main biofilm components were obtained in situ and non-destructively, therefore 

highlighting the utility of the ATR-FTIR method for understanding biofilm formation 

process and its stability. 

The differences in bacterial coverage were associated with specific morphological 

features of LGG cells. In MRS/10, the rod shape of the bacteria was preserved in 26.5-

hours-old biofilms. On the contrary, strong morphological modifications (filamentation, 

curvature) were observed for the cells in AOAC/10 medium in nascent to more mature 

biofilm. The filamentation of cells was reported as a potential response of cells to 

various stressful conditions [285]. On Lactobacillus plantarum, it was shown that 

filamentation of cells happens as a result of acidic stress inhibiting cell division while 

maintaining cell growth [286]. As in AOAC/10 the pH rapidly decreased in the presence 

of LGG, it is assumed that this filamentous morphology was due to acidic stress 

experienced by bacteria. The stress caused by acidic conditions accompanied by 

polysaccharide synthesis may contribute to a better retention of bacteria to the surface 

in AOAC/10. Yang et al. suggested that curved shape of bacteria facilitates surface 

colonization [287], as it appeared in 26.5-hours-old biofilms in mTSB/10. The refolding 

of bacteria into a curved shape was shown as a potential response to prevent the lytic 

process induced by nutrient deprivation [288]. Nutrient conditions can have a direct 
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impact on the size of bacteria [289]. In the current study the small size of LGG cells in 

biofilms in mTSB/10, as well as optical density measurements of planktonic cultures 

confirm the conditions of nutritive stress present in this medium. Despite this, a dense 

biofilm was formed in this medium. Overall, the variations in shape of LGG cells in the 

different nutritive media could be the result of changes in the peptidoglycan layer of 

bacteria [290], [291]. The differences in the polysaccharide region of the infrared 

spectra (1100-1000 cm-1, figure 3.8) and the relative amounts of polysaccharides 

produced in biofilms as a function of the medium are in accordance with this 

hypothesis. 

The use of probiotics as a bio-tool to preserve surfaces and control pathogen growth 

is a promising strategy and we believe more studies in this field are soon to appear. It 

is of importance to consider the effect of the environmental conditions on probiotic 

bacteria when estimating their antimicrobial properties. With the analysis of 

compositional and morphological changes, our study shows how LGG physiology is 

affected by different nutrient conditions during biofilm formation. For surface 

preservation, mTSB medium seems to be a medium of choice as it produced LGG 

biofilms with a high coverage. However, the absence (or very low quantity) of lactic 

acid and the nutrient stress expressed in this medium may impact on LGG’s 

antimicrobial potential, which lays the subject of further study in this project. 
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IV. S u b s t r a t e  r o l e  i n  s u r f a c e  

f u n c t i o n a l i s a t i o n  a n d  i n t e r a c t i o n s  w i t h  

L G G  c e l l s  

Having established the role of the medium in LGG biofilms growth, we moved forward 

to the question of how the substrate properties impact on this process. As the strategy 

of this project included thiol-based functionalisation chemistry, we studied how 

substrate properties affect the organisation of SAM and also yield and reproducibility 

of the self-assembly reaction. In view that the main method used in this PhD project 

for biofilm analysis was ATR-FTIR spectroscopy, transparent in infrared range ZnSe 

crystal was used as the base substrate, as previously described. To tune the surface 

properties of the ZnSe substrate, the grafting of thiol moieties at the surface of ZnSe 

crystal appeared as a good strategy, as it would lead to a formation of an uniform and 

dense layer, stable in the conditions relevant for biofilm experiments. While the process 

of self-assembly of thiols onto gold was addressed in major number of works in last 

decades [245]–[254], the feasibility of thiol self-assembly onto ZnSe was demonstrated 

only in one study by Noble-Luginbuhl and Nuzzo [257], as described in part 1.3.2. 

Hence, the development of full understanding of the thiol self-assembly onto ZnSe still 

lacks. 

In this work, we have then chosen to functionalize ZnSe surface following two different 

routes. First, the thiol solution was directly applied onto ZnSe substrate, as in the study 

of Noble-Luginbuhl and Nuzzo [257]. Afterwards, for an improved understanding of the 

efficiency of SAM functionalisation onto ZnSe and its possible impact on bacterial 

coverage, self-assembly of thiols was performed onto ZnSe, preliminarily coated with 

gold nanofilm using PVD method. 

The quality of the SAM is affected by the properties of the surface, including its 

composition, morphology and presence of surface contaminants. The latter point was 

the subject of study in several works using ZnSe in relation with its use as a substrate 

for SAMs  [257] or other applications [213], [292]–[296]. In particular, many studies 

have demonstrated the successful cleaning of ZnSe from carbon residues using acid 

etching  [292]–[296].  Therefore, we have tested two methods adapted from the 

literature to clean ZnSe in order to determine what procedure would result in the 
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surface maximally free of organic contaminants, i.e. ozone/UV treatment [257] and 

etching with hydrogen peroxide and hydrochloric acid solutions [213]. The impact of 

the cleaning procedure on ZnSe surface properties was also analysed. 

In the following chapter, we then address the data on LGG spectroscopic fingerprints 

and its distribution on substrates before and after functionalisation of ZnSe substrates 

with SAMs. We studied LGG attachment and nascent (2.5 hours) biofilm formation on 

the amino-terminated surfaces positively charged in physiological water, with the 

hypothesis of enhanced bacterial attachment due to electrostatic interactions. Using 

this alkanethiol as a model, we aimed at identifying what method of the substrate 

preparation is the most suitable for obtaining well-defined SAM on the ZnSe ATR 

crystal in a reproducible way, and how it affects the behaviour of bacterial cells. 

4.1 Results 

4.1.1 Control experiments before SAM formation to study the substrate 

properties and its effect on LGG attachment and spectral fingerprints 

First, we performed experiments using substrates prepared in conditions as for thiol 

functionalisation, but without thiols (blank experiments), and LGG was inoculated on 

these substrates for 2.5 hours (30 minutes static followed by 2 hours of flow at 50 mL/h). 

a) ZnSe properties after different treatments 

Figure 4.1 shows AFM topography images of the ZnSe substrates after ozone/UV 

treatment (a), H2O2/HCl treatment (b), and gold coating (c). The morphology of the 

substrates was dependent on the procedure used for substrate preparation. Long and 

straight scratches were observed on the surface after ozone/UV treatment. The 

presence of scratches is characteristic for ZnSe after manufacturing process [297] and 

therefore, these morphological features can be considered as an intrinsic property of 

ZnSe after industrial polishing. A drastic change in surface topography was noticed 

after H2O2/HCl etch. Indeed, no clear scratches were anymore seen on the substrates, 

and instead, sphere-like features with the diameter of ~40 nm appeared 

homogeneously over the crystal surface (figure 4.1b). In figure 4.1c depicting gold-

coated ZnSe (Au/ZnSe), particles of gold with the width of ~15 nm homogeneously 
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covered the surface of ZnSe. The thickness of gold film was ~2 nm, as it was confirmed 

by RBS measurements (annexe V). 

The roughness also varied depending on the substrate (table 4.1). Here, we use Ra 

value (arithmetic average of surface heights measured across a surface) to compare 

the roughness between substrate surfaces. ZnSe cleaned with ozone/UV had Ra 

around 5 nm due to scratches on the surface. After acidic treatment, the roughness 

significantly increased to ~15 nm due to appearance of hemispheres on the surface, 

whereas gold nanofilm homogenised surface topography resulting in the Ra of ~2 nm.  

   

Figure 4.1. AFM topography images of ZnSe substrates after ozone/UV treatment (a), H2O2/HCl 
treatment (b), and gold coating (c) 

To obtain the information on hydrophobic / hydrophilic properties of the substrates, 

water contact angles were measured after cleaning the surfaces and exposure to 

ethanol overnight (blank experiment with respect to SAM formation). The results 

showed that all three substrates had similar wetting properties (table 4.1).  

Table 4.1. Water contact angles and roughness of the studied substrates 

 ZnSe (ozone/UV) ZnSe (H2O2/HCl) Au/ZnSe 

Contact angle 63.5  1.5 72.4  0.2 63.8  2.2 

Roughness (Ra), nm  5 15 2 

It must be noted that ZnSe immediately after removal from hydrochloric acid was highly 

hydrophobic (contact angle of 99±1) due to hydrogen termination of the surface [213]. 

ZnSe oxidise quickly in ambient air [298], which resulted in a lower contact angle 

measured after overnight exposure to ethanol. On Au/ZnSe, contact angle was around 

64, in accordance with the values reported for gold [299], [300]. 
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b) Composition of ZnSe after acidic etching  

As etching of ZnSe with acids drastically changed the substrate topography, its surface 

was further characterised using XPS and STEM in EDS mode to determine the impact 

of etching procedure on the composition of the topmost surface. Figure 4.2 shows XPS 

spectra obtained on ZnSe before and after acidic treatment. 

 

Figure 4.2. Qualitative estimation of the change in composition of ZnSe surface before (a) and 
after (b) etch with HCl solution as depicted by XPS survey spectra 

It was not possible to obtain quantitative information (atomic concentration) from the 

XPS spectra on ZnSe after acidic treatment. The calibration was complicated by the 

drastic shift of the baseline, charge effects and a complex background due to 

appearance of many Auger peaks of selenium. One Auger peak of selenium, in 

particular, was close to the C 1s (commonly used for calibration of XPS spectra) and 

modified the shape of the C 1s peak, which would result in the erroneous calibration. 

It should be mentioned that this problem could potentially be solved, for example, by 

choosing another peak to calibrate the spectra or by the change of the source of X-ray 

radiation [293], [301], although it was not tested in the present work. Nonetheless, the 

spectra obtained were still useful to compare for qualitative estimation of changes in 

composition. As mentioned above, many Auger peaks of selenium appeared after 

acidic etch. At the same time, Zn 2p peak decreased in intensity. It suggests that the 

surface of ZnSe was enriched with selenium after etching. The anomaly in baseline of 

the spectrum of ZnSe after acidic treatment is in accordance with this result. Indeed, 
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as the baseline in XPS is formed by inelastically collided electrons, its increased 

number is related to the high probability for the electrons to lose their energy while 

passing through selenium layer formed at the surface. It can also be seen that carbon 

and oxygen are in very low quantity after acidic etching.  

The results of XPS were in line with the appearance of reddish colour on ZnSe surface 

after etching, as this colour is close to the colour of elemental selenium. The 

phenomenon of the colour change was earlier observed by Liu et al. [292] and Cho et 

al. [294] on ZnSe treated with the similar protocol.  

In view of AFM results showing hemispheres spread over the surface, it was interesting 

to investigate the elemental composition of the topmost layer at a high lateral 

resolution. FIB was used to prepare the cross-section of ZnSe after acidic treatment 

and the sample was analysed with STEM using the EDS mode (figure 4.3). 

   

Figure 4.3. STEM analysis of ZnSe after H2O2/HCl treatment: SEM photograph of the surface cross-
section (left) and EDS maps of the surface cross-section for Zn (middle) and Se (right) elements 

The cross-section image and EDS maps depicted nanosized hemispheres. Of interest, 

these hemispheres had no zinc in the composition and were rich in selenium, in 

accordance with XPS results. Thus, the acidic treatment resulted in the preferential 

solubilisation of Zn2+ ions from the surface resulting in an Se enriched extreme surface. 

As this behaviour is beyond the field of this PhD project, we did not conducted deeper 

investigations about these phenomena. 

c) Attachment of LGG cells on the bare ZnSe and Au/ZnSe substrates  

Subsequently, the adhesion of LGG cells was studied on ZnSe cleaned with ozone/UV 

treatment or acidic etching, and on Au/ZnSe. The attachment of bacterial cells in 

suspension in physiological water was followed using ATR-FTIR spectroscopy and the 

spectra are presented in figure 4.4.  
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Figure 4.4. LGG spectroscopic fingeprints (offsets) on non-functionalised substrates with 
corresponding epifluorescence images (BacLightTM staining, scale bar – 200 µm) presenting 

distribution of bacterial cells on the substrate 

The spectra recorded after 2.5 hours of incubation onto ZnSe preliminarily cleaned with 

ozone/UV were similar to those recorded in various nutritive media (chapter III). This 

suggests that the biochemical composition of LGG does not change significantly with 
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respect to the medium in short term experiments (except for the low synthesis of lactic 

acid in MRS/10 and AOAC/10, as stated in chapter III). However, some peculiarities 

have to be mentioned for the spectra obtained on ZnSe treated with H2O2/HCl and 

Au/ZnSe. Indeed, overall low signal was obtained on the ZnSe crystal after acidic 

treatment, and the spectra were characterised with low signal to noise ratio. The close 

investigation of bacterial distribution on this substrate revealed that LGG cells tended 

to attach to some interesting micron-sized structures that, apparently, were present on 

the surface after acidic etch (figure 4.5). The nature of this structures was not 

investigated in detail, but an earlier study suggests that they were selenium whiskers 

[292]. They were homogeneously distributed all over the crystal surface, hence 

partially preventing the direct contact of bacterial cells with the surface of ZnSe. The 

low signal in the ATR-FTIR spectrum therefore resulted from the distribution of many 

bacterial cells in excess of the depth of penetration of the infrared light. 

 

Figure 4.5. Epifluorescence images of LGG on ZnSe preliminarily treated with H2O2 and HCl solutions. 
Bacterial cells stained  with BacLightTM (left) and corresponding images of the crystal surface (right). 

Scale bar - 20 µm 

On Au/ZnSe, the fingerprints were different compared to those obtained on ZnSe in a 

way that the bands between 1700 and 1750 cm-1 were significantly more intense, and 

the region of bands assigned to polysaccharides combined with phospholipids 

and nucleic acids (950–1200 cm-1) grew more rapidly than other bands in the spectrum 

(figure 4.4). Besides, the shift of some parts of the spectrum (most pronounced near 

amide II band, but also amide I and PO2
–
asym at ~1545, ~1650, and ~1220 cm-1, 

respectively) occurring as a function of time towards negative part of absorbance scale 
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could be noticed. These changes in the spectrum gave generally an atypical look to 

the infrared spectrum of bacterial cells. The shift of some parts of the spectrum towards 

negative absorbance scale (band asymmetry) is a feature that can be associated with 

changes in the refractive index at the topmost surface of the ATR crystal as a result of 

gold deposition [302]. Furthermore, it is suggested that bands increasing in intensity at 

1700–1750 and 950–1200 cm-1 were a contribution from teichoic acids, i.e. surface 

glycopolymers containing phosphodiester-linked polyol repeat units anchored to 

bacterial membrane via glycolipid or covalently attached to peptidoglycan [303]. The 

increase of these bands observed as a function of time might have been reasoned by 

a rapid synthesis of teichoic acids occurring after the attachment of cells onto Au/ZnSe. 

This is considered, however, an improbable scenario at such short term measurement. 

Conversely, the increase in bands tentatively assigned to teichoic acids could be due 

to the progressive approach of cells to the surface up to a point where the infrared 

signal can be enhanced. Indeed, thin metal films on ATR crystals were reported to 

produce the enhanced signal intensities in the infrared spectrum of components in 

vicinity of the crystal surface (~10  nm) due to changes in the distribution of the 

electromagnetic field around metal particles [184]. Herein, teichoic acids are located 

at the periphery of the cell wall of Gram-positive bacteria constituting up to 60% of the 

cell wall [303], and therefore could be better visualised in the spectra on Au/ZnSe with 

respect to other components of the cell. 

The retention of LGG cells estimated from epifluorescence images after the substrate 

was extracted from the infrared flow cell and rinsed, was also not the same on different 

substrates, ranging from ~3 to ~34 % (figure 4.4). LGG did not retain on ZnSe 

preliminarily cleaned by ozone/UV treatment, suggesting that forces of the interaction 

with this substrate were weaker in comparison with ZnSe after H2O2/HCl treatment and 

Au/ZnSe. It should also be noted that an all studied substrates LGG cells appeared 

green after BacLightTM staining, indicating that the membrane of the bacterial cells was 

not damaged. 

4.1.2 The organisation of SAMs on ZnSe and Au/ZnSe, and its impact 

on the adhesion of LGG 

a) SAMs onto ZnSe are less ordered with respect to gold 
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Freshly prepared substrates were subjected to a solution of amino-terminated 

alkanethiols and the kinetics of self-assembly was followed in situ using ATR-FTIR 

spectroscopy. The integrated intensities of CH2 bands measured as a function of time 

revealed that the kinetics of the reaction of thiol adsorption was dependant on the 

substrate, as depicted in figure 4.5a. The experimental values shown in figure 4.5a 

were fitted using the following equation of Langmuir adsorption and rearrangement 

model [304]: 

𝐴 = 𝐴0(1 − 𝐴𝑎𝑑𝑠𝑒
−𝑡 𝑎𝑑𝑠⁄ − (1 − 𝐴𝑎𝑑𝑠)𝑒

−𝑡 𝑟𝑒𝑎⁄ ),   (4.1) 

where A0 is the limiting absorbance of a completely organized monolayer, Aads is the 

adsorption coefficient, ads is the rate constant of the adsorption phase, and rea is the 

rate constant of the slow rearrangement phase. It must be noted that other equations 

based on Langmuir adsorption model can also be used to fit the kinetics of thiol 

adsorption [305], [306]. The equation 4.1 was selected owing to its consideration of a 

slow adsorption phase, which is assumed to be strongly substrate dependent based 

on the shapes of the curves in figure 4.5a.  

 

Figure 4.5. Time evolution of the integrated intensities of CH2 symmetric and antisymmetric bands 
(2964–2820 cm-1) of amino-terminated alkanethiol adsorbed on substrates prepared by three 

different ways (a), and corresponding spectra obtained on these substrates after ~2 min (- - -) and 

15 hours (—) of the reaction (b). Reference is the spectrum of ethanol. The lines in a) are fitting 

curves based on equation 4.1 (r20.95) 

The values obtained for the fitted curves are gathered in table 4.2. The most 

pronounced differences were found for ads and rea obtained on Au/ZnSe and ZnSe 

substrates. Indeed, the value of ads obtained on Au/ZnSe was 1.3 and 1.7 times 
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smaller with respect to ZnSe (H2O2/HCl) and ZnSe (ozone/UV), respectively. This 

result indicated that the adsorption of thiols occurred faster on gold than on ZnSe. The 

phase of the slow rearrangement was also affected by the substrate (rea). Thus, on 

Au/ZnSe the arrangement of alkanethiol molecules occurred ~8 and ~12 times more 

rapidly than on ZnSe treated with ozone/UV and ZnSe treated with acids, respectively. 

It can also be noticed that the value of the limiting absorbance (A0) was the highest on 

Au/ZnSe. The obtained values are overall in the same range of those found in the study 

of Lacour et al. describing the adsorption of alkanethiols onto gallium arsenide 

(Aads=0.51, ads=0.11, and rea=2.62).  

Table 4.2. Parameters derived from the fitting of adsorption curves of SAM-NH2 on three different 
substrates  

 Au/ZnSe ZnSe (ozone/UV) ZnSe (H2O2/HCl) 

A0 0.62 0.46 0.19 

Aads 0.55 0.47 0.57 

ads 0.03 0.05 0.04 

rea 0.39 3.16 4.84 

 

The highest infrared intensities on Au/ZnSe can be associated with the highest 

coverage of thiols on this substrate compared to bare ZnSe. However, the signal on 

gold could also be enhanced as a result of changes in electric field (as in SEIRAS 

mentioned in part 1.2.2), that seemed to some extent have occurred in the spectra of 

LGG (figure 4.1f) and was reported in other studies [184], [307]. Therefore, albeit 

sensitive to the sample concentration and hence, to the coverage yield, ATR-FTIR 

could not be used as the only method to estimate the differences in SAM coverage in 

this particular case of gold-coated and bare ZnSe substrates. The SAM coverage was 

then estimated based on high energy RBS measurements [269]. The RBS spectra 

presented in figure 4.6 show that the carbon areal density was higher on Au/ZnSe than 

on ZnSe (prepared with ozone/UV treatment), namely ~103 and ~75 atoms/nm2 

corresponding to ~9.4 and ~6.8 alkanethiol molecules per nm2, respectively.  

Interestingly, the ratio of the SAM coverage on Au/ZnSe to ZnSe was found to be 1.4 

based on RBS data and 1.3 based on ATR-FTIR (after overnight reaction), showing a 

close accordance between the results obtained by both techniques. 
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Figure 4.6. Rutherford backscattering spectra showing carbon counts for NH2-terminated thiol on 
bare ZnSe and gold-coated ZnSe. Incident beam energy = 4265 keV 

The ATR-FTIR spectra of CH2 bands region (figure 4.5b) appeared with lower 

wavenumbers on gold-coated ZnSe (2920 and 2850 cm-1) with respect to those that 

were on bare ZnSe (2924 and 2853 cm-1) after overnight reaction. It suggests that the 

lower number of conformational defects occurred in SAMs on gold-coated ZnSe [304], 

[308]–[314], in accordance with the higher coverage yield on this substrate. The steady 

increase of ordering in SAMs over time was observed from shifts of the CH2asym band 

equal to 2922 cm-1 and 2926 cm-1 on Au/ZnSe and ZnSe, respectively, at the start of 

self-assembly process, as depicted also in figure 4.5b. 

b) LGG attachment onto amino-terminated surfaces is similar regardless of the 

substrate  

After the functionalisation with amino-terminated SAMs, ZnSe and Au/ZnSe substrates 

were subjected to a flow of bacterial suspension. The attachment of cells was 

monitored using ATR-FTIR spectroscopy and the coverage of the crystal with bacteria 

was calculated from epifluorescence images of the crystal surface after its removal 

from the infrared cell (figure 4.7).  
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Figure 4.7. LGG spectroscopic fingeprints (offsets) on functionalised substrates (SAM-NH3
+) with 

corresponding epifluorescence images (BacLightTM staining, scale bar – 200 µm) presenting 
distribution of bacterial cells on the substrate  

As it can be seen, ATR-FTIR spectra were similar regardless of the substrate, except 

the band region corresponding to polysaccharides, phospholipids and nucleic acids 

(950–1200 cm-1). This region was characterised with a less pronounced band at 1040 

cm-1 assigned to C–O vibration from polysaccharides and nucleic acids on Au/ZnSe. 
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Also on Au/ZnSe, although less pronounced than in the blank experiment, the growth 

of bands at 1700–1750 and 950–1200 cm-1 was more rapid with respect to other bands 

in the spectrum. The coverage of the substrates with LGG was similar on the three 

substrates varying from 26 to 36 %, suggesting that the functionalisation with thiols 

had impact on the strength of the interaction of attached cells with the surface and 

consequently, on the retention of cells. Bacteria were homogeneously distributed over 

the surfaces with characteristic chain-like pattern, which was especially pronounced 

on ZnSe preliminarily treated with ozone/UV and on Au/ZnSe surfaces. Besides, LGG 

cells appeared green after the BacLightTM staining, which suggested the integrity if 

their membrane.  

4.2 Discussion 

This study presents the role of the substrate properties in the processes of self-

assembly of alkanethiols and interactions with bacterial cells. The results on bare ZnSe 

treated by ozone/UV or acids for removal of organic contaminants showed important 

aspects on how a surface cleaning procedure may drastically change the outcome of 

the experiment, both in case of SAM formation and bacterial attachment. The data of 

XPS and STEM revealed an enrichment of ZnSe surface with selenium after H2O2/HCl 

etching, in accordance with previously reported works on ZnSe etching [293], [295], 

[315]. Thus, the etching of ZnSe is selective for the atoms of zinc on the surface. Zinc 

in the form of a nanopowder was reported to be easily dissolved in acidic solutions 

[316], whereas the bulk zinc is passivated with a hydroxide layer. In case of ZnSe, it 

appears that selenium plays the role of a passivation layer, possibly due to a higher 

strength of Se–Se bonds compared to Zn–Se [317]. Strong Se-Se bonds might also 

be the reason for the formation of selenium nanosized hemispheres and micron-sized 

whiskers on the surface after treatment with hydrochloric acid. The latter ones were 

also observed by Liu et al. after ZnSe was etched with hydrofluoric acid [292]. To our 

knowledge, our study is the first to provide a link between the change in composition 

and morphology of ZnSe after acid etch at the nanoscale. The enrichment of ZnSe with 

selenium could cause the lowest yield of thiol adsorption among three studied 

substrates. Indeed, Noble-Luginbuhl and Nuzzo hypothesised that thiols bind to Zn on 

ZnSe surface [257], and our results are in accordance with this hypothesis. 
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The gold nanofilm on ZnSe was represented by homogeneously distributed grains 

despite its nanoscale thickness of ~2 nm. The morphology of the homogeneous film 

composed of nanosized particles is in accordance with previously reported results of 3 

nm gold physical vapour deposited onto silicone [318]–[320] and glass [321]. It is 

interesting to note that such small thickness of metallic nanofilm is expected to be 

below so called percolation threshold, which means that the gold film can be pictured 

as isolated capacitively coupled metal clusters, and not as a continuous conductive 

film [318]. This is important, as the electric field distribution must be considered in the 

interpretation of the infrared spectra, in particular on metal surfaces [318], [319]. 

Indeed, thin metal films can be the origin of the enhanced infrared signal due to an 

enhanced localized electromagnetic field developed around small metal particles that 

comprise these films, the phenomenon on which surface enhanced infrared absorption 

spectroscopy (SEIRAS) relies [183]. The surface enhancement, in such case, is limited 

to the first ~10 nm above the ATR crystal, and only for bands that arise from a change 

in dipole moment perpendicular to the surface [322]. The degree of enhancement is 

expected to be approximately of 100-1000 fold, but this value changes drastically as a 

function of the morphology of a metal nanofilm. Did SEIRAS effect occur in the present 

study in infrared measurements on gold-coated ZnSe? This question remains difficult 

to answer unequivocally due to several reasons. First, it should be stated that the 

features of spectra recorded during LGG flow over Au/ZnSe suggest that some effects 

that unlikely originated from actual changes in the sample indeed were present. The 

high signal intensity of bands tentatively assigned to teichoic acids was observed in 

the measurements using bare Au/ZnSe and, albeit to a less extent, amino-terminated 

Au/ZnSe. We believe it was due to progressive approach/attachment of bacteria onto 

the surface and subsequent enhancement of the bands assigned to teichoic acids in 

close contact with the gold nanofilm. Herein, the interaction with gold could potentially 

occur through thiol groups of amino-acids present on the cell wall of bacteria, e.g. 

cysteine as reported for Lactobacillus helveticus [323]. Then, the less pronounced 

enhancement of the bands corresponding to teichoic acids on functionalised Au/ZnSe 

could possibly be due to a “screening” of the gold surface with SAM in a sense that it 

falls in the region of the enhancement in SEIRAS. Hereby, the SAM expands the 

distance between the gold surface and LGG cells, which leads to a lower enhancement 

of bands associated with LGG.  
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Here, one would also expect to have the enhancement of the intensity of bands 

assigned to alkanethiol molecules on Au/ZnSe. Infrared results indeed showed that the 

intensities were higher on Au/ZnSe with respect to ZnSe, albeit much lower than would 

typically be expected in SEIRAS. RBS data suggest that the difference in IR intensities 

of bands for SAMs on Au/ZnSe and ZnSe was probably not associated with SEIRAS 

effect. Indeed, according to RBS measurements the ratio of the coverage on Au/ZnSe 

to ZnSe (after ozone/UV) was found to be in a good agreement with the one obtained 

from the ATR-FTIR spectra. In the work of Bieri and Bürgi it was also demonstrated 

using germanium crystal coated with ~2 nm thick gold film that the asymmetry of bands 

and surface selection rule for metals hold in these conditions, but the enhancement of 

IR intensities with respect to bare germanium was not claimed [324]. In any way at 

present, the possibility of SEIRAS effect to occur in the conditions used in the present 

work remains ambiguous and further experiments should be performed. Here, 

phospholipids layers can be used as a model sample to further elucidate the possible 

enhancement of the signal due to SEIRAS conditions. These structures are on average 

around 10 nm thick, taking fully the enhancement area in case of SEIRAS effect, and 

are well oriented on surfaces including ATR crystals [239], which means if SEIRAS 

effect occurs, it should be pronounced.  

The values of the coverage of surfaces of Au/ZnSe and ZnSe (cleaned with ozone and 

UV) with alkanethiol molecules were found to be higher in this work than those usually 

found for a monolayer of alkanethiols on gold packed with the maximal density 

(4.5 molecules/nm2 [245]). This difference in results can be explained by two factors, 

i.e. the increased surface roughness of substrates compared to those typically used in 

studies with alkanethiol SAMs (e.g. mica, silicon, glass), hence more surface area 

available for grafting of thiol molecules (i), and by formation of partial bilayer of 

molecules (ii), as schematically shown in figure 1.10. The latter problem for amino-

terminated SAMs is usually solved by thorough rinsing and sonication of the substrate 

in solvents such as acetic acid [256]. These procedures could not be applied in the 

present study due to poor ZnSe mechanical and chemical stability. Nonetheless, a care 

has been taken to perform equal manipulations with SAMs before subjecting them to 

bacterial inoculation. An extend rinse with ethanol and distilled water resulted in 

approximately twice less intensities (as presented and discussed in chapter V) with 
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respect to those presented in Figure 4.5 after overnight reaction, which indicated that 

physically and hydrogen-bonded molecules must have been removed.  

The high roughness of substrates used in this work somewhat complicated the analysis 

of the results on SAM coverage. On the one hand, as mentioned above, higher surface 

roughness is associated with higher surface area for SAM formation. On the other 

hand, it also leads to a higher disordering of SAMs on the substrates and consequently, 

less packed SAMs. Considering the lowest roughness of Au/ZnSe among three studied 

substrates, the latter point was in line with RBS results showing higher carbon areal 

density on Au/ZnSe, and with infrared measurements indicating lower number of 

conformational defects on Au/ZnSe substrate. Indeed, the wavenumbers of CH2asym 

and CH2sym bands found for SAM on ZnSe in this work were found to be very close to 

those found by Noble-Luginbuhl and Nuzzo for 1-dodecanethiol onto ZnSe, i.e. 2923 

and 2853 cm-1, respectively. At the same time, on Au/ZnSe these values were few 

units lower, indicating formation of the well ordered SAM, as suggested by many 

authors in studies with different substrates [304], [308]–[314]. 

The kinetics of SAM formation estimated through the increase of the intensities of 

infrared signal was also substrate-dependent. The reaction has occurred most rapidly 

on Au/ZnSe and was slower on ZnSe cleaned with ozone/UV and H2O2/HCl. The 

increase in infrared bands on all studied substrates was progressive for the first ~30 

minutes and after slowed down. This result, in accordance with the shift of CH2 

wavenumbers towards lower values as a function of time, suggests two stages of 

adsorption process, i.e. first, rapid adsorption of molecules with alkanethiol chains 

being strongly entangled, and further straightening of the chains leading to a densely 

packed monolayer. This mechanism was generally accepted for SAMs obtained on 

other substrates [247], [305]. In addition, the increase of the intensity of bands as a 

function of time can also be contributed by a progressive exchange of near-surface 

solvent with thiol molecules [248].  

The results of bacterial retention at surfaces obtained from epifluorescence images 

after the rinsing step have pointed interesting differences between the substrates in 

blank experiments (without the thiol SAM). ZnSe cleaned with ozone/UV had very poor 

interaction with bacterial cells, whereas on ZnSe enriched with selenium and Au/ ZnSe 

bacteria attached stronger. The difference in water contact angles between the three 
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substrates was low suggesting that the wettability of the substrate is not the main factor 

affecting LGG retention. On ZnSe after acidic treatment, the higher bacterial retention 

is suggested to be associated with the formation of selenium whiskers, on which LGG 

appear to attach preferentially. These structures could play a role of the physical 

barrier, on which LGG might have “clung” during the flow. Indeed, the characteristic 

chain-like look of LGG biofilm was slightly perturbed on the selenium-enriched 

substrate, in line with this hypothesis. It is interesting to note that this chain-like 

appearance of LGG at a surface seems to be dependent on pili presence. This was 

demonstrated in the work of Tripathi et al. using LGG mutants devoid of pili, which 

spread on the substrate with a random character losing the ability to form chains [325]. 

Another interesting thing to note is that nanostructured selenium deposited on a 

substrate was reported to render the substrate antibacterial (specifically for S. aureus) 

[326]. However, the nanosized hemispheres observed in the present work on ZnSe 

substrate after acidic etch did not seem to be toxic for LGG, as LGG cells appeared 

green after BacLightTM staining.  

On gold-coated ZnSe before thiol functionalisation, high retention of LGG cells may be 

explained by the interaction of thiol groups in proteins on bacterial cell wall with gold, 

as mentioned above and as previously suggested by Kesel and co-authors in the study 

of B. subtilis adhesion on gold [327]. In a recent work of Jarosz et al. it was 

demonstrated that LGG does not adhere to gold [328]. Here, it must be mentioned that 

Jarosz et al. used LGG from the probiotic product available on the market and thus, 

the properties of LGG strain could have been modified during the industrial formulation. 

Moreover, the authors performed adhesion tests in MRS medium, the nutritive 

components of which can screen the effect of the surface. LGG has poor adhesive 

properties in MRS, as it was shown previously in chapter III, and in the study of 

Lebeer et al. [79]. 

Interestingly, on functionalised substrates the difference in SAM ordering and coverage 

did not have strong impact on bacterial retention at surface, which was around 30 % 

on all the studied substrates.  Possibly, this effect was attributed to the fact that lower 

number of amine groups on ZnSe without gold coating was still sufficient to maintain 

electrostatically attached cells at the rinsing step. The 10-fold increase of LGG 
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retention on functionalised ZnSe (ozone/UV) with respect to the one without SAM 

additionally confirms successful assembly of alkanethiols onto ZnSe. 

Conclusions 

Taken together, the results presented here show that the understanding of the surface 

properties is critical for understanding of bacterial attachment and retention at 

surfaces. In order to control the bacterial retention at surface, the control of the surface 

properties is important. Thiols formed more ordered and dense SAMs on the gold-

coated ZnSe substrate than on ZnSe without the gold nanofilm. Nonetheless, bacterial 

retention was similar regardless of the efficiency of thiol self-assembly. We thus 

conclude that for reasons of simplicity and cost-efficiency, it is more convenient to 

perform the study of the formation of LGG biofilm on ZnSe directly functionalised with 

thiols, without preliminary deposition of gold. We further suggest that ozone/UV is a 

more suitable cleaning procedure than acidic etch, in relevance with ZnSe used as a 

substrate to study bacterial cells. Albeit very efficient to remove organic contaminants, 

acidic etch is an aggressive treatment that damages drastically the surface of ZnSe 

crystal resulting in a low detected energy of the infrared beam, which makes difficult to 

perform experiments routinely. However, the phenomena of high adhesion and 

retention of LGG on gold and selenium-rich substrates are interesting on itself and 

could be applied in other research projects with LGG (e.g. bioelectrodes based on gold 

or antipathogenic selenium-based substrates with probiotic biofilms). Finally, we 

postulate that LGG indeed is able to retain on positively charged substrates and that 

its membrane stays intact after a short time of incubation onto this surface.  
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V. I m p a c t  o f  s u r f a c e  c h e m i s t r y  o n  t h e  

d e v e l o p m e n t  a n d  r e t e n t i o n  o f  L G G  

b i o f i l m s  

In the previous chapter, we have shown that LGG attaches well on the amino-

terminated substrate. The next step in the project was associated with the questions 

of (i) whether LGG cells stay intact on the amino-functionalised surface in a long term 

(ii) and if there could be thiols with other terminal groups that would aid to maintain 

LGG on the surface with similar or higher efficiency with respect to amino-terminated 

surface. 

The first question raised from the fact that positively-charged surfaces were earlier 

reported as not supportive for the long-term growth of bacteria  [216], as high density 

of positive charges could result in the disruption of bacterial membrane [217]. Besides, 

ammonium compounds are known as common disinfectants as they induce leakage 

of intracellular components by damaging the membrane of the bacterial cell [329]–

[331]. It must be mentioned, however, that the action of biocidal compounds varies 

drastically as a function of bacterial species, and in particular depends on the Gram-

status of the bacterium that is defined by the difference in the bacterial cell wall (annexe 

VI). On the one hand, some Gram-positive bacteria were shown to be more resistant 

to positive charges due to their thick peptidoglycan layer [218], [219].  On the other 

hand, it was postulated by others that Gram-positive bacteria are more susceptible to 

cationic biocide action, as they, unlike Gram-negative cells, do not possess an outer 

membrane composed of lipopolysaccharides, phospholipids, and special 

pore/channel-like proteins (porins), which permits the selective diffusion of nutrients 

across the cell wall and acts as a barrier for biocidal components [329], [330]. Hence, 

the effect of the amino-terminated substrate, which is mostly positively charged under 

physiological conditions (pKa 6.5–7.5 [332], [333]), on the viability of LGG cells 

remains difficult to predict.  

Considering the high risk to impair LGG functionality with electrostatic interactions on 

the positively charged substrate, other types of interactions between LGG and its 

support are of interest to explore. As described in part 1.3.2, variation in wetting 

properties of the substrate can tune significantly the degree of bacterial retention. 
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Therefore, hydrophilic and hydrophobic surfaces are relevant in terms of investigation 

of the mechanisms of the formation of LGG biofilm. In this regard, alkanethiol SAMs 

represent a convenient approach to vary the surface properties by choosing different 

terminal groups of the alkanethiol chain. Many works have validated the utility of these 

systems in research of bacterial attachment and biofilm development [78], [139], [140], 

[207], [259].    

In this chapter, alkanethiol molecules terminated with methyl (SAM-CH3), hydroxyl 

(SAM-OH) or amine (SAM-NH2/NH3
+) groups were grafted onto ZnSe substrate 

preliminarily cleaned with ozone/UV treatment, to obtain hydrophobic non-charged, 

hydrophilic non-charged and hydrophilic positively charged substrates in the aqueous 

media used, respectively. Similarly to the protocol presented in chapter IV, LGG 

suspended in physiological water was then inoculated over functionalised substrates 

for 2.5 hours and the attachment of cells on the surface was followed in situ using ATR-

FTIR spectroscopy. Furthermore, the growth of LGG on CH3- and NH3
+-functionalised 

substrates was studied for additional 24 hours with the constant supply of nutrients. As 

the most favourable medium for LGG biofilm formation was mTSB/10 (presented in 

chapter III), this medium was chosen for biofilms formation here.  

5.1 Results 

5.1.1 Functionalisation of ZnSe with alkanethiols and characterisation 

of the obtained surfaces  

The functionalisation of the surface with three different alkanethiols was performed on 

the ZnSe crystal mounted into the infrared cell and the process of thiol adsorption onto 

the surface was monitored in situ using ATR-FTIR spectroscopy. Figure 5.1 shows 

ATR-FTIR spectra recorded during self-assembly reaction from alkanethiol solutions.  
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Figure 5.1. ATR-FTIR spectra depicting CH2 bands of alkanethiol molecules terminated with CH3 
(a), OH (b), and NH3

+ (c) groups, suspended in ethanolic solution and presented as a function of 
time. The spectrum of ethanol recorded immediately before the inflow of alkanethiol solution served 

as a reference.  

The growth of CH2 bands indicated the adsorption of thiol molecules onto the surface. 

Interestingly, the positions of these bands were varying as a function of time and with 

respect to the terminal group of the alkanethiol molecules (table 5.1). The position of 

CH2asym band provides insight into the intermolecular environment of the alkyl chains 

[308]. Lower frequencies of vibrations indicate lower number of conformational defects, 

whereas the position at ~2918 cm-1 is considered to be representative for crystalline-

like structure [308]. As can be seen in table 5.1 from the decrease of the wavenumber 

for CH2asym band over time, all studied alkanethiols increased the degree of ordering 

in SAMs from the initial adsorption until the end of recording period. Moreover, it can 

be noticed that the SAM-OH had the least ordered organisation, as this value was 

3 cm-1 higher than for the other two SAMs by after 16 hours of reaction.  

Table 5.1. Position of CH2 antisymmetric and symmetric bands for alkanethiols 
with different functional groups at the beginning and at the end of the reaction 

 SAM-CH3 SAM-OH SAM-NH2 

CH2asym CH2sym CH2asym CH2sym CH2asym CH2sym 

~2 min 2927 2855 2929 2855 2926 2854 

~16 hours 2924 2853 2927 2854 2924 2853 

The low degree of the organisation in SAMs is usually associated with less packed 

monolayers. To compare the surface coverage with SAMs as a function of the terminal 

group the intensities of CH2sym band in the spectra recorded regularly over time of the 

reaction were integrated, and the values obtained were used as indicators of the 

kinetics of the reaction process (figure 5.2). As estimated from these integrated 

intensities, the surface coverage was higher in the order “SAM-NH2  SAM-CH3  

SAM-OH”. In particular, 2.8 and 5.8 fold higher intensities were observed at the end of 

the measurements and before rinse with water for SAM-NH2 compared to SAM-CH3 
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and SAM-OH, respectively. Here, it must be noted that amino-terminated SAMs tend 

to form a bilayer due to hydrogen bonding, as mentioned in chapter IV and chapter I 

(figure 1.10). In the case with SAM-OH, the formation of a bilayer can also be expected 

via hydrogen bonds. However, it was earlier demonstrated in the work of te Riet et al. 

using nanografting method and the analysis of friction maps of the AFM probe that 

SAM-OH, somewhat surprisingly, did not appear to form interlayer hydrogen bonds, 

whereas SAM-NH2 clearly showed a bilayer configuration [334]. As suggested by the 

authors, this result could be explained by an unfavourable competition with the 

formation of strong hydrogen bonds between the molecules within the SAM-OH, or an 

unfavourable  competition  with the solvent for hydrogen bonding. Based on these 

findings and from our observations of the low intensities obtained for SAM-OH 

(figure 5.2), it could be suggested that the organisation of SAM-OH was represented 

by a monolayer on ZnSe. However, the scenario in which the low intensity is obtained 

as a result of very low packing density and some hydrogen-bonded molecules lying on 

top cannot be excluded. The definitive conclusion on the possible bilayer formation is 

complicated by the fact that the intensities obtained for SAM-OH were very low. 

However, the contribution of a bilayer into the intensity for SAM-NH2 can be further 

estimated.  

 

Figure 5.2. Time evolution of the integrated intensities of CH2 symmetric band (2874–2814 cm-1) of 
alkanethiol SAMs terminated with amine (NH2), methyl (CH3) and hydroxyl (OH) groups. Error bars 

represent standard deviations between three measurements. CH2 symmetric band was chosen for 
calculation as it was found to be less affected by variation of ethanol bands. 

To estimate the contribution from the bilayer formation into obtained infrared intensities 

the spectra of the SAM-NH2 and, for comparison, the SAM-CH3, were recorded after 
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rinsing the substrates with ethanol and distilled water (figure 5.3). It must be noted that 

the contribution from ethanol to the spectra of SAMs was not constant along the 

measurements of the self-assembly reaction (see annexe VII), sometimes resulting in 

a modification of asymCH2 band by the end of recording period. The problem 

associated with the removal of ethanol bands that overlapped with the bands of 

alkanethiol SAMs has also been mentioned in the study of Enders et al. [335]. In 

particular, the variation in the intensity of the band at ~2973 cm-1 corresponding to 

CH3asym from ethanol precluded an accurate estimation of the intensity of CH2asym 

band in the spectra obtained after the rinsing the substrates with ethanol and water. 

Therefore, only CH2sym band was used for comparison of surface coverage with SAMs 

in the spectra obtained after rinsing (figure 5.3) and those recorded in situ during 

alkanethiol adsorption (figure 5.2).  

 

Figure 5.3. ATR-FTIR spectra depicting CH2 bands region of amino- and methyl-terminated SAMs 
at the end of the overnight reaction (before rinse) and after subsequent rinse with ethanol and 

water. The area marked is a result of calculating the intergated intensity of symCH2 band. Reference 
spectrum is the spectrum of ethanol recored immediately before the inflow of alkanthiol solution in 

the infrared cell  

Owing to the limitation associated with ethanol bands, the integrated intensity of 

symCH2 band for SAM-NH3
+ and SAM-CH3 before and after rinse with ethanol and 

distilled water could be roughly compared. Based on the results depicted in figure 5.3, 

it is estimated that ~60–70% of the intensity of the spectra of SAM-NH3
+ before rinse 

is contributed from bilayer and/or physically sorbed molecules, whereas in the 

spectrum of SAM-CH3 before rinse it was found that ~20–30% of the intensity was 

presumably due to physically sorbed molecules. Thus, considering that integrated 
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intensities for actual self-assembled monolayer corresponded to 30–40 % from the 

intensities in the spectra of SAM-NH2 and 70–80 % in the spectra of SAM-CH3 

presented in figure 5.2, the surface coverage proportional to band intensities was 

recalcualted to be 1.6 fold higher for SAM-NH2 than for SAM-CH3 (if the values are 

taken as 40 % and 70 % from initial intensities after 15 hours of reaction, for SAM-NH2 

and SAM-CH3 respectively) or equal on both substrates (if the values are taken as 

30 % and 80 % from the intensities of SAM-NH2 and SAM-CH3, respectively). 

To further elucidate the difference in surface coverages between SAMs, high energy 

Rutherford backscattering spectrometry measurements were performed. As described 

in part 2.1.6, the counts in RBS is a function of both atomic density and thickness, and 

this method was successfully applied earlier to study the surface coverage with 

alkanethiol SAMs based on the signal from carbon [269]. Figure 5.4 shows RBS 

spectra of alkanethiol SAMs terminated with CH3, OH, and NH2 groups. The energy of 

the backscattered ion is decreasing with the atomic number, therefore carbon signal 

lies atop of the strong signal from ZnSe substrate. The insert in figure 5.4 depicts the 

difference in carbon counts for the three different SAMs. The highest signal was 

observed in case of the SAM terminated with amine group and somewhat lower counts 

were obtained on SAMs with methyl and hydroxyl groups.  

 

Figure 5.4. Rutherford backscattering spectra of alkanethiol SAMs terminated with CH3, OH, and 
NH2 groups. Incident beam energy = 4265 keV 
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The experimental RBS spectra were further analysed by comparison with the 

simulated spectra in SIMNRA software [268], allowing one to extract the data on the  

areal density of the elements. As shown in table 5.2, the results of RBS measurements 

on carbon coverage indicated that the surface coverage with alkanethiol molecules 

was 1.6 and 1.7 fold higher in SAM-NH2 than in SAM-CH3 and SAM-OH, respectively. 

The values of coverages corresponding to SAM-NH2 and SAM-CH3 were in agreement 

with the results obtained from ATR-FTIR spectra after the rinsing step.  

Table 5.2. Surface coverage with SAMs and surface energy of the functionalised substrates 

 SAM-CH3 SAM-OH SAM-NH2 

Carbon 

coverage 

atoms/nm2 52 45 75 

molecules/nm2 4.3 4.0 6.8 

Contact angle H2O 89.8 70.4 68.5 

Contact angle CH2I2 40.1 35.0 41.0 

Surface energy, mN/m 40.6 48.7 47.4 

In the perspective of the study of bacterial attachment, the surface energy of 

functionalised substrates was determined based on the contact angle measurements 

(table 5.2). Two solvents, water and diiodomethane, were used for the measurements, 

following the Fowkes theory as described in part 2.1.4. The obtained values showed 

the lowest surface energy value among three studied surfaces for SAM-CH3, as 

expected from the lack of the polar component, whereas the values obtained on 

surfaces with SAM-NH2 and SAM-OH were similar to each other.  

5.1.2 LGG attachment, biochemical composition and retention on 

functionalised substrates 

a) Biochemical composition and attachment degree of LGG cells as a function 

of substrate functional groups  

The functionalised substrates were subjected to a flow of LGG suspended in 

physiological water for 2.5 hours (30 minutes at static mode and 2 hours flowing at the 

rate of 50 mL/h). The kinetics of LGG adhesion to the substrates was monitored based 

on the growth of amide II band intensities during the inoculation of LGG suspension 

(figure 5.5). The use of this band as an indicator for biomass quantity has been earlier 

validated [161], [336]. It is important to note that the obtained growth curves represent 
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the lateral increase of the biomass amount, since the absorbance is measured only 1-

2 µm above the substrate. The growth of amide II band was very close on the 

substrates with SAM-CH3 and SAM-OH, whereas on SAM-NH3
+ it occurred faster with 

higher obtained values for the integrated intensities (0.8, 0.7 and 0.7 for SAM-NH3
+, 

SAM-CH3 and SAM-OH, respectively) after 2.5 hours of bacterial flow. According to 

Kang et al. [337], the kinetics of bacterial attachment may fit the following equation: 

𝐴 = 𝐴𝑚𝑎𝑥(1 − 𝑒−𝑘𝑡),     (5.1) 

where Amax is the amide II band integrated intensity corresponding to a complete single 

layer of bacteria, k is the rate constant, and t is the time of bacterial incubation. It is 

important to note, that such adsorption rate constant is dependent on the accessory 

optics and the suspension concentration, but it is useful for comparing the results 

obtained using the same ATR crystal and ATR-FTIR accessory. As presented in figure 

5.5, the results corresponding to LGG attachment onto three differently functionalised 

substrates fit well this model of adsorption (regression coefficient r2  0.99 for all 

curves). The rate constant values were 0.64, 0.86, and 0.99 h-1 for LGG attachment 

on ZnSe functionalised with CH3, OH and NH3
+ groups, respectively. Thus, the highest 

rate of LGG attachment was observed onto amino-terminated surface. However, it 

must be noted that the difference between the values was not drastic, and the obtained 

values indicated that LGG was able to attach onto substrates regardless of their 

functionalisation properties.  

 

Figure 5.5. Time-evaluation of amide II band integrated intensities during inoculation of LGG 
suspension over ZnSe functionalised with alkanethiol SAM terminated by CH3, OH or NH3

+-
functional groups. The curves are fitted using equation 5.1 
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The ATR-FTIR spectra obtained after 2.5 hours of LGG incubation on the substrates 

with SAM-CH3, SAM-OH, and SAM-NH3
+ are shown in figure 5.6a. The spectral 

features were overall similar on all studied substrates resembling common biochemical 

components of bacterial cells [260], [336] (see also table 3.1). Nonetheless, a slight 

difference can be noticed for C=O (~1710 cm-1) and COO- (~1415 cm-1) bands, 

which were more intense on NH3
+-functionalised substrate. These bands were 

assigned to carboxylic acids, which could be specifically linked to NH3
+ moieties of the 

surface. The analysis of the ratios of main components of bacterial cells (figure 5.6b) 

suggests that the ratio of nucleic acids and phospholipids to a sum of nucleic acids, 

phospholipids and polysaccharides (NA+PL / NA+PL+PS) was similar regardless of 

the substrate. At the same time, the protein content was higher with respect to nucleic 

acids, phospholipids and polysaccharides (Amide II / NA+PL, Amide II / NA+PL+PS) 

on the substrate with SAM-NH3
+. Therefore, based on the calculated ratios it can be 

suggested that the higher intensities of C=O and COO- bands on the surface with 

SAM-NH3
+ were due to the higher interaction of proteins from the peptidoglycan layer 

with NH3
+ groups. 

 

Figure 5.6. a) ATR-FTIR spectra of LGG suspended in physiological water after 2.5 hours of 
incubation on ZnSe functionalised with alkanethiol SAMs terminated with -CH3, -OH, and -NH3

+ 
groups. Offsets are used for clarity. The regions in grey correspond to main assignments of 

biochemical components. The reference spectrum was obtained immediately after filling in the 
infrared cell with LGG suspension. b) Ratios of integrated intensities of bands corresponding to 

proteins (amide II, 1592 –1486 cm-1), nucleic acids + phospholipids (NA + PL, 1271–1188 cm-1), 
and a combinateion of NA, PL and polysaccharides (NA+PL+PS, 1189–956 cm-1). Amide II band 
was used for proteins estimation, as it has little interference with the signal for δH2O at 1640 cm-1 

b) The degree of retention of LGG cells and its membrane integrity on 

functionalised substrates  
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After inoculation of the bacterial suspension for 2.5 hours, the crystals were extracted 

from the flow cells, and the cells on surfaces were stained using the BacLightTM kit 

after a gentle rinse. As it can be seen in figure 5.7, the retention of cells on the 

substrates after the rinsing step was strongly substrate dependent. The retention was 

very poor on CH3- and OH-functionalised substrates, whereas on NH3
+-functionalised 

substrate the cells retained and the coverage with bacteria was homogeneously 

spread on the crystal, as it was presented in chapter IV. As mentioned before, the 

chain-like pattern observed on the latter substrate (figure 5.7c) can be associated with 

the presence of pili on LGG cell wall, as the cells devoid of them were shown to attach 

onto surfaces as randomly distributed and non-connected with each other [325]. 

Similar chain-like pattern of bacterial distribution at surfaces was demonstrated in the 

study of Jarosz et al. on LGG [328], and Leccese Terraf et al. on the vaginal strain of 

L. rhamnosus CRL 1332 [338]. 

 

Figure 5.7. Epifluorescence images presenting LGG cell distributions after 2.5 hours incubation on 
the substrates functionalised with SAM-CH3 (a,d), SAM-OH (b,e), and SAM-NH2 (c,f). The 

substrates were rinsed by dipping into ultrapure water before staining with BacLightTM 

The cells left after the rinsing step on the substrates with SAM-CH3 and SAM-OH were 

packed into batches of various shapes (figure 5.7a,b). Based on the observations of 

(i) how the crystal surface was dried after the rinsing step and (ii) droplet-like features 

of cell batches, in which many cells were densely packed on the borders of these 

droplets (as if being pulled), it is postulated that the distribution of cells on CH3 and 

OH-functionalised surfaces is determined by the motion and the surface tension of the 

aqueous medium surrounding bacterial cells (in this case water).  In simple terms, this 
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phenomenon can be imagined as a coffee stain on a surface, in which a border is 

formed by the particles of coffee as a result of water evaporation and the principle of 

maintaining a low surface energy [339]. Water at the edge of the droplet evaporates 

more quickly than in the middle because higher quantity of molecules are exposed to 

air there. Hence, in the case of bacterial suspension the water molecules from the 

middle of the droplet would arrive to replace evaporated molecules at the edge of the 

droplet, pulling bacteria (as if it would be coffee particles) suspended in it towards 

edges. As water continued to evaporate, bacterial cells stayed at the edges.  

As the surfaces with SAM-CH3 and SAM-OH were drastically affected by the rinsing 

step, the estimation of the membrane integrity using BacLightTM staining was 

complicated on these surfaces. For example, on the CH3-functionalised surface the 

aqueous solution containing dyes tended to gather in large droplets on the crystal 

surface due to the low wetting properties of the substrate. This difficulty of spreading 

the staining solution led to the use of higher volume of this solution with respect to 

other surfaces. In addition, there was very low number of cells on these substrates 

(~0.5% coverage on SAM-CH3 and ~7% coverage on SAM-OH), and many of them 

were gathered in overlaying patches. These phenomena could bring biases in the 

estimation of the impact of the surface on the membrane integrity. Nonetheless, as it 

can be estimated from the images (b, e) in figure 5.7, the incubation of LGG on the 

surface with SAM-OH resulted in a somewhat higher number of cells with damaged 

membrane compared to other two substrates. On the surface with SAM-CH3 and, as 

already shown in chapter IV, on the surface with SAM-NH3
+, the majority of cells 

appeared green, indicating the integrity of their membrane. It could also be noticed that 

the cells were not homogeneously stained on all substrates, but especially those with 

SAM-OH and SAM-NH3
+ that showed some cells being highly fluorescent. This result 

may indicate differences in the physiological state of these cells.  

c)  The impact of the surface functionalisation on the adhesive forces of LGG  

The results presented above showed that LGG appeared to attach on all studied 

substrates in the infrared flow cells, but did not respond in the same manner to a rinsing 

step. To further illustrate the effect of the substrate on LGG stability onto the surface, 

it was attempted to evaluate the detachment of bacterial cells in situ in the infrared flow 

cell based on variations of signal intensity under various mechanical stresses. In a first 
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assay, the cells attached onto the substrate after 2.5 hours of inoculation were 

subjected to a flow with an increased rate (15 mL/min with respect to normally applied 

~0.8 mL/min). It did not result in a loss of the infrared intensities with respect to those 

that were obtained after 2.5 hours of bacterial inoculation on the substrate with SAM-

CH3, on which the retention of LGG cells was very low after rinsing. It was then 

suggested that the force arising at the air-liquid interface, when this interface is in 

contact with the bacterial cell (as in the rinsing step), is a determining factor in the 

detachment of bacteria from the substrates. To verify this hypothesis, an experiment 

using a continuous flow of nitrogen bubbles (volume ~0.2 cm3, ~15 bubbles per minute) 

in physiological water at 15 mL/min was set up, in which the effect of these bubbles on 

the attached bacteria was monitored in situ in the infrared flow cell. Figure 5.8 presents 

the time evolution of amide II band integrated intensities during bubble flow over LGG 

cells attached on three different substrates for 3.5 hours. Amide II band was chosen, 

as proteins are the most abundant molecules in bacterial cells considered as the 

marker of the biomass quantity [340]. For example, the linear correlation between 

amide II band and biomass quantity was reported in the study of P. fluorescens by 

Quilès et al. [336].     

 

Figure 5.8. Time-evolution of amide II band integrated intensity during nitrogen bubble flow over 
LGG cells after 2.5 hour of preliminary inoculation on substrates functionalised with alkanethiol 

molecules terminated with CH3, OH and NH3
+ groups 

Thus, the prominent decrease in amide II band integrated intensity suggested the 

removal of cells from the substrates under the mechanical stress exerted. The 

integrated intensities reached a pseudo-plateau after ~1 hour and then stayed 

constant for the following 2.5 hours of measurements on all substrates. The highest 

values of integrated intensity on the substrate with SAM-NH3
+ seen after continuous 
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flow of bubbles suggested that the interaction forces were the highest between this 

substrate and LGG cells. 

To estimate quantitatively the interaction forces between LGG cells and the three 

functional groups (-CH3, -OH, -NH3
+), single molecule force spectroscopy based on 

AFM measurements were performed. The dense carpet formed from bacterial cells 

taken at an exponential growth phase was immobilised on NH3
+-functionalised 

Au/Cr/glass substrate. The immobilised bacteria were intermittently approached with 

AFM probes functionalised with CH3-, OH- or NH3
+-terminated alkanethiol molecules. 

The force curves of the interaction between LGG and functionalised probes were then 

recorded and analysed using MATLAB software with the program developed earlier in 

the laboratory. The values of adhesion forces that have occurred at various rupture 

distances between LGG and alkanethiol molecules with different terminal groups were 

extracted from the force curves and plotted as maps presenting the probability of 

adhesive events (figure 5.9). 

   

Figure 5.9. Force-distance maps for the interactions between LGG cell wall and AFM probes 
functionalized with alkanethiols terminated by CH3, OH, and NH3

+ groups recorded in phosphate 
buffered saline 

The rupture distance here represents the longest distance at which the interaction 

between the probe and the wall of the bacterial cell still occurs as the probe retracts 

upwards from the sample surface. As can be seen in figure 5.9, the interaction was the 

weakest between LGG and -OH functional group, reaching maximum 0.5 nN at the 

rupture distance of 250 nm. The adhesive forces between the -CH3 group and LGG 

were spread in a larger spectrum of values (more frequently being around 0.3 nN with 

rare events over 2 nN) and occurring at larger rupture distances (mostly between 1 

and 2 µm, but present up to 4 µm). The highest interaction forces at longer rupture 

distances were found between LGG and -NH3
+ group: high probability interactions 
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were between 0.5 and 2 nN, reaching up to 2.5–3 nN at rupture distances up to 5 µm. 

The strongest interaction forces observed between LGG and the amino-functionalised 

AFM probe were in a good agreement with the results obtained with ATR-FTIR 

spectroscopy and epifluorescence microscopy. 

The impact of the substrate on LGG nascent biofilm was thus expressed predominantly 

as differences of adhesive forces of bacterial cells in the layer adjacent to the substrate.  

d)  Long-term development of LGG biofilms on functionalised substrates 

The growth and membrane integrity of LGG cells on two selected substrates 

presenting the stronger interactions (SAM-NH3
+ and SAM-CH3) were studied in a long-

term experiment in order to find out how important the substrate functionality is in the 

maturation process of the biofilm and the mechanical stability of the biofilm. Figure 5.10 

shows the evolution of ATR-FTIR spectra depicting the LGG biofilm formation as a 

function of the time on both substrates in mTSB/10.  

 

Figure 5.10. Evolution of ATR-FTIR spectra during 24 hours of LGG biofilm development in 10-fold 
diluted mTSB medium on CH3- and NH3

+-functionalised substrates, obtained at 1 hour interval. The 
reference spectrum is the spectrum obtained immediately after the nutritive medium had replaced 
bacteria suspended in physiological water preliminarily inoculated for 2.5 h hours. Bands used for 
the estimation of changes in the biochemical composition are marked: NA+PL = nucleic acids + 

phospholipids; PS = polysaccharides 
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The spectral features were very similar on both substrates, suggesting little impact of 

the substrate functionality on the biochemical composition of the LGG biofilm. At the 

same time, some differences in the kinetics of the growth of the bands intensities could 

be noticed depending on the substrate. The intensities of main bands marked in 

figure 5.10 were calculated for each spectrum and the results are shown in figure 5.11.  

 

Figure 5.11. Evolution of integrated intensities of the ATR-FTIR bands corresponding to proteins, as 
derived from the amide II band region at 1592–1486 cm-1, nucleic acids + phospholipids (NA + 

PL,1271–1188 cm-1), and polysaccharides + nucleic acids + phospholipids (PS + NA + PL, 1189–
956 cm-1) during formation of LGG biofilm over 24 hours in mTSB/10 on CH3- (a) and NH3

+-
functionalised (b) substrates after initial 2.5 hours of bacterial flow in physiological water 

Indeed, the kinetics of the growth of infrared bands intensities were substrate-

dependent. On the substrate with SAM-CH3 (figure 5.11a), the integrated intensities of 

all studied band regions grew steadily until a plateau was reached after ~15 hours of 

incubation. On the substrate with SAM-NH3
+, the kinetics of the growth of integrated 

intensities was, surprisingly, represented by a two-step process. The bands were 

growing with a similar rate compared to CH3-functionalised substrate for the first 6 

hours, after which the first plateau was reached. It was followed by the second stage 

of the prominent increase in infrared band intensities that was slowly declined in period 

from 15th till 24th hour of the incubation. It was hypothesised that such two-step kinetics 

can be explained by layer-by-layer fouling process, in such a way that the first layer of 

bacteria covered fully the substrate, provoking the first saturation of band intensities, 
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and then continued to grow upwards until the next plateau could be reached due to the 

limits of the depths of the analysis in ATR-FTIR spectroscopy. To verify this hypothesis, 

the epifluorescence images were made on the NH3
+-functionalised substrate at times 

of incubation corresponding to the beginning of first plateau of the infrared signal 

(6 hours) and after 24 hours of the incubation (figure 5.11b). As can be seen, the 

surface after 6 hours of the incubation was not fully covered with bacterial cells (surface 

coverage 64  15 %). Therefore, the hypothesis regarding the signal plateau reached 

as a result of full surface coverage by the first layer of bacteria was not confirmed by 

the epifluorescence images, and at present, the origin of two-step kinetics process 

remains unknown. Here, it is important to mention that the images were obtained after 

the removal of the crystal from the infrared cell and delicate rinsing. For an appropriate 

verification of this hypothesis, it would be advantageous to observe the fouling of the 

surface with LGG cells in situ using, for example, a microfluidic cell under optical 

microscope.  

Interestingly, after 24 hours of the incubation of LGG cells the distribution of cells on 

the substrates functionalised with SAM-CH3 and SAM-NH3
+ was very different. On the 

CH3-functionalised substrate the half of the crystal was covered fully with bacterial cells 

(coverage 97  2 %), whereas the other half was completely empty (coverage 22 %). 

The epifluorescence image in figure 5.11a shows the border between the half of the 

crystal fully covered with bacteria and the empty half. It was observed by the naked 

eye that the crystal surface was fully covered with bacteria after its removal from the 

infrared cell (bacteria formed a white film on the ATR crystal). However, during the 

rinsing step half of the crystal left without water due to low wetting properties of the 

hydrophobic crystal surface and water surface tension. It thus appeared that during 

this water reorganisation at the crystal surface, attached bacterial cells were lifted from 

the surface and moved following water towards the part of the crystal surface that was 

still covered with water (figure 5.12a). This behaviour at the three-contact interface 

between air, liquid and bacteria clearly demonstrates that the surface coverage, in this 

case, depends on a complex number of parameters that are defined by the rinsing step 

conditions. Indeed, the geometry of the sample, the volume of rinsing solution, the 

chosen procedure for rinsing (pipetting, dipping, etc.) and drying the sample (exposure 

to air, to gas flow, the use of absorbing paper, etc) may strongly impact on the resulting 

surface coverage with bacterial cells. Hence, the results on bacterial attachment from 
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aqueous suspensions on hydrophobic substrates should be analysed with great care 

towards these small details.    

On the substrate functionalised with SAM-NH3
+, the majority of the surface was 

densely covered with bacteria (surface coverage 90 %) (figure 5.11b and 5.12b). The 

distribution of bacteria was different as a function of the area analysed. Thicker biofilm 

was observed in the middle of the crystal surface and thinner one on the edges 

(figure 5.12b). This variation in the biofilm thickness could be associated with the 

gradient of forces as a function of the infrared cell geometry arising under flow 

conditions.  

 

Figure 5.12. a) Functionalised with SAM-CH3 ZnSe crystal after formation of LGG biofilm for 26.5 
hours. The photos present the crystal surface after rinsing and staining with BacLightTM and 

corresponding epifluorescence images that were reconstructed to present the features marked on 
the photos. Note the absence of the dry circle area before water evaporation, and its appearance 

after water evaporation, and the correspondence of the bacterial distribution in a circle alignment to 
this feature of water drying pattern.  b) Examples of epifluorescence images of 26.5-hours-old LGG 
biofilm on functionalised with SAM-NH3

+ ZnSe substrate, showing the difference in the density of 
the biofilm as a function of the place along the length of the crystal surface. Scale bar is 200 µm 

Therefore, the combination of the results obtained using ATR-FTIR spectroscopy and 

epifluorescence microscopy demonstrated a strong implication of the substrate 

properties in the mechanical stability of LGG biofilm, even after long-term 

development. 
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5.2 Discussion 

The substrates with well-defined surface chemistry are important for understanding the 

process of bacterial attachment and biofilm development, and their precise 

characterisation is necessary for deriving reliable correlation between surface 

properties and bacterial fate.  In this study, we used ZnSe ATR crystals functionalised 

with three different alkanethiol molecules that possess either methyl, hydroxyl or amine 

functional groups. The results obtained with ATR-FTIR spectroscopy and high energy 

RBS revealed small differences between the SAM surface coverage depending on the 

terminal group of the alkanethiol molecule. Amino-terminated alkanethiols formed the 

densest SAMs, with the coverage of around 6.8 molecules/nm2. This value is 1.5 fold 

higher than the one expected for the well-ordered SAM on the atomically flat gold 

surface (4.5 molecules/nm2 [245]). As described in chapter IV, this difference may be 

a consequence of the high surface area of the relatively rough ZnSe substrate, and a 

possible bilayer formation (figure 1.10), which could partially be left at the surface after 

rinsing. Based on the RBS results, surface coverage of SAM-CH3 and SAM-OH were 

found to be comparable (4.3 and 4.0 molecules/nm2, respectively). Slightly higher 

values of the surface coverage for SAM-CH3 and high density coverage with SAM-NH2 

were in accordance with the ATR-FTIR results showing lower number of 

conformational defects in these SAMs when compared with the SAM-OH. Herein, the 

low organisation of SAM-OH comparatively to SAM-CH3 has been earlier 

demonstrated in the study of te Riet et al. on atomically flat gold surfaces [341]. As the 

authors suggested, the lower degree of packing in SAM-OH compared to SAM-CH3, 

could be reasoned by the differences in the terminal group size. The definitive nature 

of the defects in SAM-OH seem not to be clear, but apparently, they can be expected 

regardless of the substrates nature, as they were previously observed on gold [341], 

gallium arsenide [304], and were found in this work on ZnSe. 

The results of contact angle measurements evidenced differences in the surface 

energy as a function of the terminal group of alkanethiol molecules in SAMs. As 

expected, the lowest surface energy was found for the substrate functionalised with 

CH3 groups, as it presents very low component for polar interactions. Herein, SAM-OH 

and SAM-NH2 were characterised with similar values of the surface energy, as they 

both contain polar groups at the surface. The values of the surface energy are difficult 
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to compare with those reported in literature due to the differences in models used for 

the calculation and applied solvents [265]. Nonetheless, the values of water contact 

angles obtained in this work are in good agreement with the results of Noble-Luginbuhl 

and Nuzzo obtained for the SAM terminated with CH3 group (85 for the SAM with 

the same length of alkanethiol chain) [257]. For the SAM-NH2, the values obtained 

here were somewhat higher than those expected from literature on SAMs formed on 

gold (~40–50 [332], [342], [343]). This can be attributed to the lower degree of ordering 

in SAMs obtained on ZnSe than on Au (as concluded from the results of ATR-FTIR 

measurements), and hence more methylene groups at the outmost surface of SAMs 

onto ZnSe leading to a lower hydrophilic character of the surface. For SAM-OH, the 

values usually reported are below 30 [332], [343]. Since SAM-OH obtained in the 

present study was with defects in the structure, it could result in the inclining of the 

alkanethiol chains and looser structure. The results of contact angle on SAM-OH 

corresponds well to the one reported by Berron and Jennings for loosely packed 

hydroxyl-terminated alkanethiol SAMs on gold (68°) [344]. However, in this case the 

results of RBS do not agree well with this conclusion, as the coverage was found to be 

comparatively close on SAM-CH3 and SAM-OH. The higher values of water contact 

angles on SAM-OH (and those obtained on SAM-NH2) could then be explained by the 

higher roughness of ZnSe with respect to, for example, gold-coated glass commonly 

used as a substrate in studies of SAMs, as aforementioned. 

Does the substrate matter in the development of LGG biofilm?  

Having a good vision of the surface properties, it can be reasonably questioned to what 

extent these differences between the substrates affect the fate of LGG cells in the 

process of biofilm development. The results obtained by multiple approaches in the 

present work put in evidence several important factors regarding the role of substrate 

functionality in LGG attachment and growth. It must be emphasized that further 

conclusions are valid for LGG biofilms cultivated under flow conditions in relatively 

highly concentrated suspensions, and thus if generalised,  these arguments should be 

considered accordingly. Indeed, the effects of mass transport and sedimentation 

processes, dependent from both bacterial concentration and flow rate, will ultimately 

influence the adhesion of cells and biofilm properties.  
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- Substrate functionality plays moderate role in the kinetics of LGG attachment, but 

affects strongly the kinetics of biofilm growth 

Based on ATR-FTIR results obtained in this work, it can be suggested that LGG tends 

to attach quicker on positively charged substrates, than on hydroxyl and hydrophobic 

ones. Overall, this result is in accordance with other works demonstrating faster 

adhesion rates of different bacterial species on SAMs terminated with amine groups 

[140], [206], [342]. The difference in rates found in the present study, however, was 

rather small. It has been claimed that bacterial cells attach preferentially to hydrophobic 

materials (materials with low surface energy) owing to a mismatch between their 

surface energy and a typically higher surface energy of liquids in which cells are 

suspended [345]. However, recently it was suggested that the surface energy alone is 

not a good predictor for bacterial attachment, as this process is governed by multiple 

mechanisms including the surface interaction of extending from cells appendages 

molecules and gene regulation [346]. In addition, besides actual forces between 

bacterial cells and solid support mediating the adhesion (Van der Waals, electrostatic, 

acid-base and hydrophobic interactions) one should consider other mechanisms as 

Brownian motion, sedimentation and hydrodynamic flow, also impacting the number of 

attached cells [197]. In the present study, within the similar time scale LGG was able 

to attach and grow on the surfaces regardless of their functional properties and 

measured surface energy. It therefore appears that under the chosen conditions the 

process of LGG attachment was little governed by thermodynamics, but rather by 

aforementioned hydrodynamic forces and sedimentation process. 

It is important to note that LGG was able to grow on substrates regardless of their 

surface energy and functional properties, as demonstrated by the study of 24 hours 

growth on surfaces with SAM-CH3 and SAM-NH3
+. The kinetics of growth of the 

attached bacterial cells,  however,  was strongly affected by substrate properties. Thus, 

a slow-down in the growth of LGG on SAM-NH3
+ was present, suggesting a two-stage 

kinetics on this substrate. In the same conditions, the growth on CH3-functionalised 

substrate was continuous. Apparently, -NH3
+ groups to some extent slow down the 

formation of LGG biofilm. The inhibiting effect of positively charged substrates towards 

biofilm formation by other bacteria was reported [216]–[218].  
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- Substrate has no or little impact on the biochemical composition of LGG biofilms and 

the membrane integrity of the cells  

The difference in the kinetics of biofilm growth was not associated neither with strong 

changes in biochemical composition, within the limits of the ATR-FTIR sensitivity, nor 

it was due to the damage of the membrane of LGG cells. Based on the results of 

bacterial staining, LGG cell were intact after 26.5 hours of incubation on both CH3- and, 

importantly, NH3
+-functionalised surfaces. The membrane integrity of bacterial cells on 

positively charged substrates is put under risk due to possible ion exchange process 

[347] or strong electrostatic interactions with molecules that are essential for the 

survival of bacterial cells [348],  leading to the disruption of the bacterial cell wall. The 

results of AFM force spectroscopy obtained in this work indeed showed that LGG has 

very strong interaction forces that occur at long rupture distances on NH3
+-surface. 

Herein, the extended rupture lengths and multiple force peaks could be a result of 

stretching and unfolding of cell surface proteins, as suggested in the study of Beaussart 

et al. on L. plantarum [349]. However, these strong forces did not lead to the damage 

of LGG cell wall. It is possible that the membrane of the cell was not disrupted due to 

the presence of a thick peptidoglycan layer, in accordance with the hypothesis of 

Terada et al. [218] and Gottenbos et al. [219]. In addition, as the density of positive 

charges in SAM-NH3
+ is expected to be lower on ZnSe than, for example, on gold 

(chapter IV), it may be below the threshold of charges required for a coating to possess 

biocidal properties [347].  

- Substrate plays critical role in the retention of attached LGG cells  

Based on earlier findings on P. fluorescens [336] and on E. coli [175], it was expected 

that high and similar infrared integrated intensities observed for LGG on all studied 

substrates would result in similar surface coverages with bacteria measured by 

epifluorescence microscopy. Therefore, it was surprising to see nearly empty 

substrates after 2.5-hours of LGG inoculation, when these substrates were 

functionalised with SAM-OH and Sam-CH3 preliminarily to LGG flow. Based on 

repetitive observations of how LGG biofilm responds to the rinsing step, and use of 

multiple approach to study the strength of interaction between LGG and different 

functional groups, it is postulated that LGG do not retain on substrates with SAM-CH3 

and SAM-OH due to weak interaction and strong lifting forces arising at the interface 
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between bacteria, liquid and air during rinsing. Indeed, AFM force spectroscopy 

measurements revealed significantly weaker interactions of LGG with -CH3 and even 

lower with –OH groups when compared to -NH3
+ groups. Herein, higher adhesive 

forces at longer rupture distances between LGG and –CH3 group with respect to –OH, 

can be due to unfolding and stretching of proteins that expose fresh hydrophobic 

groups for the interaction leading to the increase of the rupture distance, whereas 

single force peaks at low rupture distance when interacting with hydrophilic groups can 

be attributed to glycopolymer stretching, as suggested for L. plantarum [349].  

The forces induced during washing/rinsing of a biofilm can reach up to 10—7
 N and are 

perpendicularly oriented with respect to the substrate. This is a much larger force than 

hydrodynamic shear forces acting parallel to the substrate [198]. This phenomenon 

was well illustrated with the results of ATR-FTIR measurements that showed a drastic 

response of LGG attached cells to a continuous passage of nitrogen bubbles. Of note, 

this response was substrate dependent, in line with the nanoscale measurements of 

forces between LGG and functional groups using AFM probes. Thus, subjecting of 

LGG biofilm to an air-liquid interface creates a strong impulse for biofilm detachment. 

Similar observations of bacterial removal from surfaces as a result of contact with air-

liquid interface were reported in the study of Gómez-Suárez et al. on the response of 

several bacterial species to an air bubble flow [204]. Of interest, as pointed by 

Frickmann et al. [69], the difference in counting of cells as a function of 

conditions/species involved in biofilm formation may lead to a confusion in the 

interpretation of the data as to what the observed effect should be attributed. That 

means the question – is the lower/higher number of recovered cells from the surface a 

function of lower/higher retention of the biofilm at washing before counting, or an actual 

decrease/increase of the number of cells in the biofilm? From the results of the present 

study, these effects seem to be of special concern when the support for biofilm 

formation is hydrophobic (figure 5.12). Considering that vast amount of biofilm studies 

are conducted on polystyrene microtitre plates (as listed with examples in table 1.1), 

which are hydrophobic substrates, the greatest attention must be paid when rinsing 

biofilms. The implication of this procedure in the obtained results should also be 

carefully analysed.  
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One may be wondering then why a biofilm retains well on the one substrate, but not 

on another one. As the results obtained in this study showed weak retention on SAM-

CH3 and SAM-OH, the terminal groups of these SAMs at the surface may be at the 

origin of repelling effects.  Hydroxyl-terminated substrates are known for its ability to 

prevent bacterial attachment not only for bacterial cells, but also for proteins [198], 

[350]. This effects have been proposed to be associated with steric excluded volume 

effects and entropic and  osmotic  repulsion [351], as well as with the decrease of 

hydrophobic interactions due to an interfacial layer of water [352]. For hydrophobic 

substrates, on the one hand, it is claimed that they are more favourable for bacterial 

adhesion due to removal of water from the interphase of the interacting bacterial cell 

and a substrate enhancing the possibility of bridging [197]. On the other hand, the 

retention on hydrophobic substrates might be low, particularly on rough surfaces, due 

to trapped air in vicinity of the surface, which prevents its wetting and provokes easy 

rolling off of the water droplet and any particles residing in it. Although this 

phenomenon is considered to be valid more for surfaces with very high contact angles 

(superhydrophobic), as for example a surface of a lotus flower that have self-cleaning 

ability owing to the mechanisms described above [202], [203], it appears that similar 

effects may occur even on surfaces with lower contact angle, as it was observed on 

SAM-CH3 in the present study (figure 5.12). Furthermore, this effect was observed not 

only after short attachment step, but also in a longer-term measurement (24 hours) 

of LGG biofilm formation. This shows that bacterial cells did not succeed to develop 

strong interaction with CH3-terminated substrate given longer times of incubation and 

changes in biofilm composition with respect to early attached cells (as it was presented 

in chapter III). It thus highlights the critical role of the interaction forces between the 

layer of bacteria adjacent to a surface in response of the whole biofilm to mechanical 

stress. 

Conclusions 

Multiple approaches were applied in this work to study the role of the substrate 

properties in the attachment of LGG cells, biofilm formation and its stability on the 

surface. It was shown that LGG attached and grew on the surfaces with different 

functional properties, but did not retain as equally on all studied substrates. In a global 

perspective, it means that the substrate does represent a crucial influencing factor for 
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LGG biofilm, until mechanical stress conditions are changed from those in which the 

biofilm was formed. The strongest interaction were observed between LGG and –NH3
+ 

groups, which then resulted in formation of the dense biofilm with full surface coverage 

after 26.5 hours of incubation on thus functionalised substrates. LGG cells stayed 

intact on the amino-terminated surfaces in a long-term experiment, which allows further 

application of this substrate in the studies involving LGG biofilms. 
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V I .  B e h a v i o u r  o f  E .  c o l i  d u r i n g  

i n c u b a t i o n  o v e r  L G G  b i o f i l m :  a n  

e x c l u s i o n  a s s a y   

As it was shown in chapter V, LGG cells form dense and stable biofilms on amino-

terminated surfaces, in which the bacterial membrane is not damaged and cells are 

physiologically active. Hence, this substrate was chosen to test the antagonistic 

potential of LGG biofilms against E. coli adhesion and growth. The non-pathogenic 

strain E. coli 2146 was chosen for the assays in this work. Albeit non-pathogenic, this 

strain is characteristic for its ability to overproduce type 1 fimbriae, which are the only 

appendages present on its cell wall. These fimbriae were reported as one of the 

virulence factors of E. coli [353]. This E. coli strain has thus appeared as a fairly good 

model micro-organism to have a first insight on possible antipathogenic action of LGG 

biofilms.  

This chapter presents the preliminary results of the cultivation of biofilms of LGG and 

E. coli under flow conditions. Biofilms were formed in the infrared cell in the exclusion 

set up, which means that LGG biofilm was preformed during 26.5 hours preliminarily 

to the addition of the E. coli suspension and further incubation for 26.5 hours (as 

schematically presented in figure 2.16 of part 2.2.4). Biofilms were obtained under 

continuous nutrient supply. It was hypothesised that biofilms of LGG with full surface 

coverage would result in the most efficient prevention of E. coli adhesion. Therefore, 

mTSB/10 was used as the nutritive source during the cultivation of LGG biofilms, as it 

was shown to provide the most favourable conditions for obtaining dense biofilms 

(chapter III and chapter IV). However, it was also found that this medium exerted stress 

conditions on LGG cells due to poor nutritive quality, and it did not induce the significant 

biosynthesis of lactic acid. Herein, lactic acid was proposed as one of the main factors 

contributing directly or indirectly to antipathogenic activity of probiotic lactobacilli 

species [75], [96], [97]. Therefore, the possible influence of the nutritive medium on the 

antipathogenic effect of LGG was of interest to study. The use of MRS/10 for the LGG 

biofilm cultivation resulted in the observation of the highest amounts of the produced 

lactic acid among all tested nutritive media (chapter III). Besides, this medium contains 

the highest amount of glucose among three media studied in this work (annexe II). 
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Herein, it was reported that E. coli ability to form biofilm is inhibited by glucose when it 

is the sole source of carbon in a medium [273]. However, the ability of E. coli to form 

biofilms could also be influenced by LGG. Therefore, we studied the behaviour of 

E. coli cells during incubation over the established LGG biofilm in both media, i.e. 

MRS/10 and mTSB/10. In the first period when only LGG was inoculated, mTSB/10 

was used to obtain dense biofilms, and in the second period of time when E. coli was 

added, the medium was either kept or changed for MRS/10 to induce the synthesis of 

lactic acid by LGG (as depicted in figure 2.16).  

Results and discussion 

6.1 Development of the biofilm of E. coli as single species 

or over preformed LGG biofilm in MRS/10  

For estimation of the effect of MRS/10 medium on E. coli biofilm formation it was 

cultivated in under conditions that were used in chapter III and V to cultivate LGG (2.5.h 

of bacterial suspension flow followed by 24 h of growth under constant supply of the 

sterile nutritive medium at 50 mL/h). To follow the growth of E. coli biofilm in situ ATR-

FTIR measurements were made. The ATR-FTIR spectra showed specific bands 

corresponding to the components of E. coli cells [273] (figure 6.2). However, the overall 

intensity of the bands was extremely small when E. coli cells were incubated in MRS/10 

compared to those obtained in LB/10 medium [273]. This result suggests that this 

medium was not favourable for E. coli biofilm development, in accordance with earlier 

mentioned study on the inhibiting effect of glucose in the medium [273]. Interestingly, 

MRS/10 medium appeared to supress the growth of E. coli in a biofilm, but not the 

growth in the planktonic form (annexe VIII). It was shown that the glucose inhibiting 

effect against E. coli biofilm formation is associated specifically with its influence onto 

quorum sensing (QS) mechanism [354], [355]. As mentioned in part 1.1.2, QS is an 

important mechanism in biofilm formation, which coordinates gene expression in 

bacteria in accordance with their density and takes part in the regulation of virulence 

factors [37]. QS is regulated by specific molecules called autoinducers. The increased  

concentration  of  autoinducers  in  bacterial  biofilms  promotes  the  synthesis of a 

biofilm matrix, such as adhesion  proteins  and  polysaccharides,  which  are  required  

for  the  maintenance  of  the  biofilm  structure [356]. There are several categories of 
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autoinducer molecules, one important among which is so called autoinducer-2 (AI-2).  

It was reported that AI-2 control the formation of the biofilm by E. coli [354], [355]. 

Herein, Xavier and Bassler reported that glucose affects the amount of measurable AI-

2 in E. coli [357]. Therefore, the low growth of E. coli biofilm in MRS/10 observed in 

our study is in accordance with these previously reported results.  

 

Figure 6.1. Time-evolution of ATR-FTIR spectra depicting the evolution of E. coli on                           
-NH3

+ functionalised ZnSe in MRS/10: a) ATR-FTIR spectra recorded during the 2.5 hours flow of 
E. coli suspension; spectra showing the evolution from bottom to up every 10 minutes; the 

reference is the spectrum recorded immediately after filling in the cell with E. coli suspension. b) 
ATR-FTIR spectra during 24 hours of E. coli biofilm development from bottom to up every 3 hours. 
The reference the spectrum obtained immediately after the nutritive medium had replaced E. coli 

suspension after 2.5 hours flow. * indicates a bad compensation of H2O band.  

Since the ability of E. coli to form biofilm might be influenced by LGG, the development 

of E. coli biofilm in MRS/10 medium was also studied in the exclusion assay with LGG. 

Figure 6.2 shows the ATR-FTIR spectra obtained during the incubation of E. coli in 

MRS/10 over the preformed 26.5-hours-old LGG biofilm. The spectra recorded during 

the first 2.5 hours (figure 6.2a), were difficult to interpret due to the mixture of appearing 

positive and negative bands. Nonetheless, the small increase of intensities of bands in 

the region at ~1160–1320 cm-1 and 1050–1150 cm-1 could be noticed. It is possible 

that these regions were growing mainly from the contribution of aPO2
− and sPO2

− 

groups. These groups are constituents of nucleic acids and phospholipids. 
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Figure 6.2. ATR-FTR spectra depicting E. coli development in MRS/10 over preliminary formed 
biofilm of LGG: a) flow of E. coli suspension over LGG biofilm; spectra every 10 min; b) flow of 

MRS/10 after removal of E. coli suspension, spectra every 3 hours, and the spectrum of glucose. 
The reference in a) is the spectrum obtained immediately after filling in the cell with E. coli 

suspension. The reference in b) is the spectrum obtained after the flow of E. coli suspension on the 
established LGG biofilm; The spectrum of glucose solution is referenced to water. 

After removal of the E. coli suspension and continuation of the flow of MRS/10 medium 

several negative bands appeared progressively in the spectrum (figure 6.2b). It was 

interesting to notice that the bands in the region corresponding to carbohydrate 

molecules (950–1170 cm-1) were mainly corresponding to the bands of glucose. It 

could then be suggested that LGG and/or E. coli bacterial cells consumed glucose from 

the nutritive medium, which have resulted in the negative peaks in the spectrum. 

Possibly, the starvation of LGG in mTSB/10 led to a rapid uptake of the sugars from 

MRS/10 once it had replaced mTSB/10 in the cell. In addition, it could be a result of 

the preferential consuming of glucose also by E. coli, as in many conditions it is the 

first sugar that E. coli utilises for growth [358]. Besides, E. coli grow much more rapidly 

in comparison with LGG. The hypothesis of the glucose utilisation by bacterial cells 

can be confirmed by the continuous small growth of bands assigned to bacterial 

fingerprints, such as amide I (~1648 cm-1) and amide II (~1534 cm-1), phospholipids 

(~1730 cm-1, 1220 cm-1) and nucleic acids (1220 cm-1). However, an additional study 

is required to obtain the confirmation of these preliminary results and such possible 

interpretation. 
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To verify whether E. coli was growing on the biofilm of LGG, CFU of E. coli were 

counted after cultivation of E. coli biofilm over LGG in MRS/10. The results suggested 

that E. coli cells were absent in the biofilm or could not form colonies, as there were 

no countable colonies on the LB agar plates. This result was in accordance with very 

low intensities observed during ATR-FTIR monitoring (figure 6.2b). It means either 

E. coli did not attach and grow on LGG  in MRS/10 or the growth was inhibited by the 

medium and/or LGG cells. Due to the difficulty of distinguishing between the effect of 

the medium and LGG onto E. coli biofilms and suppressing effect of MRS/10 on the 

ability of E. coli to form biofilms, we did not continue further study using this medium.  

6.2 Development of the biofilm of E. coli as single species 

or over preformed LGG biofilm in mTSB/10  

Similarly as described for MRS/10 (figure 6.1), the impact of mTSB/10 on the ability of 

E. coli to form biofilm was verified. Figure 6.3 shows the ATR-FTIR spectra recorded 

the period of E. coli suspension inoculation (a) and the period of the sterile mTSB/10 

medium flow over attached E. coli cells (b). As it can be seen, the growth of bands 

during the period of the attachment of cells from the suspension and further growth of 

the biofilm was intense in mTSB/10. The bands were indicative for bacterial cell 

components, as previously described by Freudenthal et al. in the study of the same 

E. coli strain using ATR-FTIR spectroscopy [175]. The rapid growth of E. coli biofilm 

occurred in this medium, as it can be estimated from the evolution of amide II band 

integrated intensities (figure 6.3c). 
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Figure 6.3. Time-evolution of ATR-FTIR spectra depicting the evolution of E. coli on NH3
+-

functionalised ZnSe in mTSB/10: a) ATR-FTIR spectra recorded during the flow of E. coli 
suspension for 2.5 hours; spectra showing the evolution from bottom to up every 10 minutes; the 
reference is the spectrum recorded immediately after filling in the cell with E. coli suspension. b) 

ATR-FTIR spectra during the flow of mTSB/10  for 24 hours showing the evolution from bottom to 
up at 0, 1, 2, 3, 4, 5, 6, 9, 12, 15, 18, 21, and 24 hours of the cultivation. The reference the 

spectrum obtained immediately after the nutritive medium had replaced E. coli suspension after 2.5 
hours flow; c) evolution of the amide II band integrated intensities calculated from the spectra in b) 

The biofilm of E. coli was cultivated in mTSB/10 medium on the preformed 26.5-hours-

old LGG biofilm under the same conditions as those used for obtaining the spectra in 

figure 6.3. Figure 6.4 shows ATR-FTIR spectra obtained during the cultivation of E. coli 

in mTSB/10 over the preformed 26.5-hours-old LGG biofilm. In the first 2.5 hours, when 

the spectra were recorded during the flow of E. coli suspended in mTSB/10 over the 

established LGG biofilm, not many changes in the spectra occurred over time 

(figure 6.4a). This observation can either mean that E. coli did not adhere on the biofilm 

of LGG or that the adhesion took place beyond the depth of the penetration of the 

infrared beam. Conversely, the spectral features obtained after the flow of the E. coli 

suspension was exchanged to sterile mTSB/10 medium revealed the growth of the 
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bands assigned to bacterial components with much higher intensities than those 

observed in MRS/10 (figure 6.4b, 6.2b). It thus appeared that LGG and/or E. coli were 

growing within the 1-2 µm above the crystal surface. Herein, the features of the first 

spectrum in the series in figure 6.4b were similar to those observed earlier for E. coli 

(figure 6.3). To estimate the quantity of E. coli present in the biofilm, CFU were counted 

after the biofilm was scraped and dispersed for plating.  Many colonies were seen on 

the plates where E. coli were grown after cultivation on LGG biofilm in mTSB/10 

medium. The estimated concentration of E. coli cells on the biofilm of LGG was ~6106 

CFU/mL. Therefore, from the bands of the spectra in figure 6.4b that reflected the 

feature of E. coli cells and CFU values, it can be concluded that E. coli cells adhered 

on the LGG biofilm.  

 

Figure 6.4. ATR-FTR spectra depicting E. coli development in mTSB/10 over preliminary formed 
biofilm of LGG: a) flow of E. coli suspension over LGG biofilm; spectra every 10 min; b) flow of 
mTSB/10 after removal of E. coli suspension, spectra every 3 hours. The reference in a) is the 

spectrum obtained immediately after filling in the cell with E. coli suspension. The reference in b) is 
the spectrum obtained after the flow of E. coli suspension on the established LGG biofilm 

It must be noted that the signature from the region corresponding to polysaccharides, 

nucleic acids and phospholipids (950–1150 cm-1) had an atypical evolution with 

characteristic narrowing of the area under the bands and the shift towards negative 

values especially pronounced around  the band at 1030 cm-1. These spectral features 

did not correspond to those commonly observed in LGG biofilms previously in this 

project, nor it was expected for the growing E. coli biofilm. In addition, the growth of 

bands at 1284 and 1174 cm-1 was observed over time, which were also not observed 

earlier neither during LGG nor E. coli biofilm development. This result could then be 
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explained by two hypothesises: the biochemical composition and metabolism of 

LGG/E. coli was changed under conditions of co-cultivation, and/or by the presence of 

both bacteria in the vicinity of the crystal surface resulting in the complex interfering 

infrared fingerprints. 

6.3 Different approaches for the differentiation of LGG and 

E. coli in epifluorescence images 

To observe LGG and E. coli cells in the obtained biofilm, the epifluorescence images 

of the biofilm, in which two species of bacteria could be distinguished, were necessary 

to obtain. We have conducted multiple experiments for optimising the conditions to 

stain LGG and E. coli differentially. The first approach that was attempted was based 

on the fluorescent in-situ hybridisation (FISH) protocol. FISH is a genetic technique 

that allows staining bacterial cells based on their DNA differences. As described in part 

1.2.1, FISH is based on the molecular hybridization between the target DNA or RNA 

sequences and artificially constructed and fluorescently-labelled probe matching the 

sequence under question. We have adapted the protocol for FISH analysis from the 

study of Lebeer et al. [109], and carried successful trials on the staining of LGG and 

E. coli cells in conditions where the cells were present as single species (figure 6.5). 

Herein, FISH was used to stain E. coli expressing gfp due to the fact that E. coli cells 

were damaged under conditions of FISH used to stain LGG, and gfp was not visible 

enough anymore. We encountered difficulties in the staining simultaneously both 

strains with FISH protocol when they were co-cultivated in biofilms, and due to the 

complexity and time-consumption of this protocol, we did not go further in the 

elaboration of this method. 

 

Figure 6.5. Epifluorescence images of LGG (a) and E. coli (b) stained with oligonucleotide probes 
conjugated with Cy3 and AlexaFluor488 dyes, respectively 
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Less specific but more simple to handle, two approaches to differentiate bacteria based 

on their Gram-status were tested. The first one is based on the affinity of wheat germ 

agglutinin (WGA) to N-acetylglucosamine in the peptidoglycan layer of the cell wall. It 

was reported that due to the fact that Gram-negative bacteria, unlike Gram-positive 

ones, have a layer of lipopolysaccharide covering the cell wall, they are not stained 

with the dye-conjugated WGA [359]. However, the trials performed in our study have 

shown that WGA (conjugated with the dye Alexa 594) stained both LGG and E. coli 

cells. We then proceeded to another approach also based on the Gram-status 

differentiation, i.e. utilisation of hexidium iodide and Syto group dyes. It was reported 

that while Syto group dyes (Syto 9, Syto 24, Syto 12, etc.) stain all bacterial cells, 

hexidium iodide stains preferentially only gram-positive cells [360]–[362]. Nonetheless 

despite trying several experimental conditions (varying the time of exposing and the 

concentration of dyes), in the present work it was not possible to differentiate LGG and 

E. coli using these dyes, as hexidium iodide also stained E. coli cells. 

6.4 Evolution of E. coli biofilm on the biofilm made of LGG 

expressing fluorescent protein 

Following the unsuccessful trials of differential staining of LGG and E. coli in the biofilm, 

the group of Prof. S. Lebeer (University of Antwerp, Belgium) kindly provided their 

recently developed strain of LGG that expresses protein mTagBFP2 (excitation peak 

at 399 nm and an emission peak at 454 nm) [94]. This strain hereafter referred as LGG 

mTag. LGG mTag and E. coli could therefore be distinguished in the biofilm based on 

the differences of the emission region of mTAGBFP2 protein expressed by LGG mTag 

and gfp expressed by E. coli without an additional dye staining. 

The biofilm of LGG mTag and E. coli were then cultivated under conditions identical to 

the biofilms described in paragraph 6.2, in mTSB/10 medium. As shown in figure 6.6, 

first 2.5 hours of E. coli suspension flow over preliminarily established LGG mTag 

biofilm did not reflect changes within the depth of penetration of the infrared beam.  

Perhaps, only slight beginning of the growth of amide I (~1640 cm-1) and amide II 

(~1540 cm-1) bands can be noticed by the end of 2.5 hours. This results is in 

accordance with the previously observed spectra in figure 6.4. 
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Figure 6.6. ATR-FTIR spectra (offsets) recorded during the flow of E. coli suspended in mTSB/10 
over preliminarily formed LGG mTag biofilm, spectra every 10 min. The reference is the spectrum 

obtained immediately after filling in the cell with E. coli suspension 

Afterwards, the suspension of E. coli was replaced by the flow of sterile mTSB/10 for 

additional 24 hours. The spectra recorded during this period are shown in figure 6.7a. 

They showed similar bands with respect to those that were in the spectra presented in 

figure 6.7b. To further interpret these spectra, we compared them with those obtained 

for 26.5-hours-old biofilms of LGG mTag and E. coli in single species biofilm 

(figure 6.7c,d, conditions presented in figure 2.16). It was found by comparing these 

spectra with those presented in figure 6.7a that the spectra in figure 6.7a did not reflect 

clearly neither the features of LGG mTag nor E. coli. It therefore meant that, as in the 

case with the spectra in figure 6.7, the spectra in figure 6.7a reflected the changes in 

the biochmecial composition of the bacterial cells, and/or were showing mixed 

fingerprints of the cells, where the bands were interfering.  To analyse the contribution 

of the LGG mTag and E. coli into the spectra in figure 6.7a, it was tried to sum and 

subtract the spectra of single species (figure 6.7c,d) to fit the spectral fingerprints in 

figure 6.7a. It was very interesting to notice that the bands at ~1294 and 1177 cm-1 

growing in the series of spectra in figure 6.7a matched the bands around same 

wavenumbers in the spectrum obtained as a result of subtraction of LGG mTag 

spectrum (figure 6.7d) from the spectrum of E. coli (figure 6.7c), as shown in figure 

6.7b. In addition the spectra in figure 6.7a and 6.7b were similar in a way that the 

shoulder around 1060 cm-1 was smoothed, unlike in the spectra of single species 

biofilms (figure 6.7c,d). These observations therefore pointed on the increase of E. coli 

cells in the vicinity of ZnSe surface, which were probably partially replacing LGG mTag. 

Indeed, it is suggested from these results that E. coli cells penetrated LGG mTag 

biofilm, and slowly entered into the depth of the analysis of the infrared beam, as such 
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explaining the lack of bands in the spectra recorded in the beginning of E. coli 

suspension flow (figure 6.6 and 6.4a) and their appearance afterwards. 

 

Figure 6.7. Evolution of E. coli biofilm on the preliminary established biofilm of LGG mTag: a) ATR-
FTIR spectra obtained after replacement of E. coli suspension to a flow of mTSB/10 over the cells 
of E. coli and LGG mTag adhered in preliminary steps of cultivation, spectra every 3 hours; The 

reference in a) is the spectrum obtained after the flow of E. coli suspension on the established LGG 
mTag biofilm b)Subtraction spectrum of 26.5h-old E. coli biofilm obtained in mTSB/10 (depicted in 
c) and 26.5h-old LGG mTag biofilm obtained in mTSB/10 (depicted in d). * indicates contribution of 

mTSB/10 medium in the spectrum of LGG mTag presumably due to the high thickness of the 
biofilm. The regions in grey mark the key features for comparison of the spectra. 

The epifluorescence images showed that E. coli cells and LGG were both present in 

the biofilm (figure 6.8a). E. coli could be observed in depth of the LGG biofilm by 

changing the focus of the observation under the microscope. The obtained biofilm was 

thick, and the observation using confocal epifluorescence microscope would be 

advantageous.  Additionally, it can be noticed that the number of E. coli cells was 

directly correlated with the number of LGG mTag cells (figure 6.8b). Therefore, it was 

probable that LGG mTag and E. coli cells co-aggregated in the biofilm. This result can 

be explained by the presence of fimbriae type 1 on the cell wall of E. coli strain used 

here, and mannose on the cell wall of LGG cells [284]. Fimbriae type 1 are known for 

their affinity to mannose residues [194]. This hypothesis would be interesting to verify 

in the future work, for example using α‐Methyl‐D‐mannoside, which blocks the 
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mannose-sensitive adhesive sites on the fimbriae type 1 resulting in the reduction of 

the adhesion (co-aggregation) if it is governed by mannose-fimbriae interactions. 

 

Figure 6.8. a) Epifluorescence images obtained at the same spot on the surface with the filter for 
LGG mTag and the filter for E. coli. b) Eye view of the surface under the microscope, depicting 
direct correlation between number of LGG mTag and E. coli in the biofilm. The brightness of the 

photos was intentionally not changed to reflect the differences in the quantities between LGG and 
E. coli. 

This first assay did not evidence an antagonistic effect of LGG against the E. coli strain 

chosen as a model under conditions used here. It has been shown that this property is 

strain dependent. For example, LGG did not inhibit the growth of Staphylococci species 

in the study of Frickmann et al. [69]. Lectin-like proteins isolated from LGG did not have 

the inhibiting influence on the growth of S. aureus, E. coli K12, and P. auroginosa, but 

had strong antagonistic action against Salmonella spp. and E. coli uropathogenic 

strain [81]. E. coli 2146 strain used in this work is genetically modified from E. coli K12. 

It can then be suggested that LGG did not impact this strain, similarly to as it did not 

impact E. coli K12 strain in the study of Petrova et al., but may potentially impact other 

strains of E. coli or other pathogenic species. Moreover, the absence of the impact on 

the adhesion and growth of E. coli does not necessarily indicate the absence of the 

LGG antipathogenic effect.  Indeed, in the study of Park et al. it was shown that 

Lactobacillus sakei did not inhibit the viability of the pathogenic E. coli O157:H7 strain, 
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although it reduced its pathogenicity via inhibition of AI-2 molecules [66]. Therefore, 

the possible implication of LGG biofilms in the virulence of pathogenic bacteria requires 

further in-depth analysis.  
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V I I .  G e n e r a l  c o n c l u s i o n s  

The objective of this work was to study in situ the development and the possible control 

of bacterial biofilms by probiotic Lactobacillus rhamnosus GG on surfaces with 

controlled physico-chemical properties. The advantage to control the properties of 

probiotic biofilms is associated with the strategy to utilise biofilms of non-pathogenic 

bacterial species as a bio-based method to preserve surfaces from the contamination 

with unwanted microorganisms. Therefore, the development of surfaces with 

properties favourable for LGG growth, and the understanding the interactions between 

LGG and the surface is of great interest, and was in the focus of this project. 

Our approach was based on the in-situ monitoring of the response of LGG cells to 

different environments, such as different nutritive media or substrates with various 

surface properties using infrared spectroscopy. Herein, major attention was paid to the 

properties of the substrate, as they have influence on the critically important step in 

biofilm formation process, i.e. bacterial adhesion. Compatible with infrared 

spectroscopy measurements, a ZnSe ATR crystal was used as a substrate for biofilm 

formation. Its functional properties were tuned using the self-assembly reaction with 

alkanethiol SAMs terminated by -CH3, -OH, or –NH2 groups on bare ZnSe or ZnSe 

coated with gold for obtaining substrates with different surface energy and charge. To 

study the changes in surface functional properties as well as to study the properties of 

ZnSe surface lying underneath the SAMs, a combination of several techniques 

including AFM, ATR-FTIR, contact angle measurements, XPS, and high energy RBS, 

were applied. The substrates with well-defined surface properties were then used to 

monitor the adhesion and the biofilm growth of LGG using ATR-FTIR measurements. 

In addition, epifluorescence images of the biofilms were obtained at early and more 

mature stages of the biofilm development to analyse the physiological properties of 

bacterial cells under different environmental conditions.  

As bacterial cells are living objects, their fate strongly depends on the availability and 

quality of nutrients. Different type of nutrients consumed by bacteria lead to different 

composition of cells as such affecting their physiological properties and possible 

antipathogenic action. Therefore, the first part of this project was aimed at investigating 

the influence of three nutritive media on the process of biofilm development by LGG. 
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Two of these media are recommended for the cultivation of lactobacilli (MRS, AOAC), 

and a third medium supports the growth of many types of bacterial strains (mTSB). 

Spectroscopic fingerprints recorded during LGG biofilm formation revealed a medium-

dependent content of nucleic acids, phospholipids and polysaccharides in LGG 

biofilms. In addition, time-dependent synthesis of lactic acid was observed in MRS/10 

and AOAC/10. Polysaccharides were produced to the highest extent in mTSB/10, and 

the biofilms obtained were the densest in this medium. Strong changes in the shape 

of bacteria were observed due to acidic or nutrient stress in AOAC/10 and mTSB/10, 

respectively. Despite the conditions of poor nutritive quality, mTSB medium was 

chosen in the following for the cultivation of LGG biofilms as this medium provided 

conditions for the highest substrate coverage with bacterial cells. 

Having established the role of the medium in the growth of LGG on ZnSe, we switched 

the attention towards the role of the substrate in this process. As the strategy included 

thiol-based functionalisation chemistry, we studied how the substrate properties 

affected the organisation of SAM and yield and reproducibility of the self-assembly 

reaction. The important implication of the surface cleaning process prior to both the 

alkanethiol self-assembly process and the adhesion of LGG was shown. The results 

obtained in this part of the study allowed us also to conclude that SAMs were more 

ordered and dense on the gold-coated ZnSe than on ZnSe without gold nanofilm. This 

difference in SAM properties, however, did not show strong influence on the behaviour 

of LGG, which was similar on bare ZnSe and Au/ZnSe regardless of the efficiency of 

thiol self-assembly. The next experiments were then carried out only using ZnSe, i.e. 

without performing gold deposition. 

The effect of the substrate functional properties on the biochemical composition and 

the strength of attachment of LGG biofilms was addressed further in the work. It was 

shown that LGG attached and grew on the surfaces with different functional properties, 

but did not retain equally on all studied substrates. The strongest interaction were 

observed between LGG and –NH3
+ groups, which then resulted in formation of a dense 

biofilm with full surface coverage after incubation for 26.5 hours. Notably, the 

membrane of LGG cells stayed intact despite strong electrostatic interaction observed 

on the latter substrate. In perspective, other molecules baring positive charges are 

interesting to study in order to expand the application of LGG biofilms, as for example 
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it was recently demonstrated with a cationic dextran derivative used to attach LGG 

cells on gold electrodes[328]. The understanding of the bacterial development on the 

surface can be further advanced using SAMs associated from molecules with different 

functional groups, as it would allow to vary surface energy of the substrate. Moreover, 

these functional groups can be used to graft other, more complex molecules, such as 

proteins (mucin, β-lactoglobulin) for understanding the interaction of LGG with 

biological tissues or food matrices. In addition, using surface functionalisation with 

thiols one can obtain patterned surfaces, on which it would be interesting to study 

bacterial adhesion for elucidating the biofilm response and cell-cell interactions with 

respect to surfaces constraints. It should also be mentioned that the treatment of 

surfaces by physical methods presents a convenient complementary step to chemical 

functionalisation procedure, as for example the activation of surfaces by plasma [363].  

The final step in this project was dedicated to estimating the potential of LGG to prevent 

the growth of pathogenic biofilms using as a model a genetically modified strain of 

E. coli. Several attempts were performed to differentiate bacteria in the 

epifluorescence images, which unfortunately, did not lead to success. A LGG strain 

genetically modified to express a fluorescent protein, was then used in this part of the 

project. Interestingly, it was found that the nutritive medium itself had possibly a strong 

impact on the ability of E. coli to develop a biofilm on a pre-formed LGG biofilm. This 

observation illustrates the importance of the proper choice of the medium in bacterial 

interference assays. The difficulty to choose a medium supporting the growth of 

bacteria belonging to different genera were earlier addressed [282], suggesting that 

selected components can be added in the standard nutritive media to facilitate the 

growth of bacteria. This approach can be used in future works. Furthermore, ATR-FTIR 

spectroscopy combined with epifluorescence microscopy have proven to be a powerful 

approach to follow the dynamics of changes in mixed LGG and E. coli biofilms. The 

results obtained revealed a penetration of E. coli in the LGG biofilm, suggesting more 

complex mechanisms of LGG antipathogenic action, than a simple prevention of the 

adhesion. These findings point on the interesting interplay between bacterial cells that 

deserves additional study, despite being out of the concept of this work. The effect of 

LGG biofilms on other microorganisms should be also interesting to check. Besides, 

since probiotics are an important part of the human microbiome and many industrial 

formulations are currently being developed, it could be relevant to conduct the study in 



 

158 
 

the inverse set up when the effect of pathogenic species on the properties of the 

probiotic bacteria are explored. 

Biofilms have a very complex nature, which makes it challenging, yet extremely 

interesting to study. As living systems, they can be analysed from different 

perspectives covering multiple physical and chemical phenomena of biotic and abiotic 

origins. The life cycle of a biofilm is governed by various biological processes and 

chemical reactions occurring both in cells and surrounding matrix. Furthermore, as 

being closely linked with each other, bacterial cells in biofilms represent a micron-to-

millimetre scale object that is subjected to the influence of physical phenomena 

describing soft matter. Adhesive and lifting forces exerted on the biofilm under 

mechanical stresses, and viscoelasticity of the biofilm lie within this field of research 

competence. It is, finally, evident that without knowing the properties of substrates on 

which biofilms develop, the full picture of these systems will not be drawn. Biofilms 

therefore represent a great exploration area, the understanding of which demands the 

cooperation between microbiologists, chemists, physicists and material scientists, and 

fascinating perspectives of its research lie across the borders between these scientific 

domains.



  
 

A n n e x e s  

AI. ATR-FTIR spectrum of ethanol vapour 

 

Figure A1. ATR-FTIR spectrum of ethanol vapour  

AII. Composition of the nutritive media 

Table A1. Composition of the nutritive media used in this work, g/L 
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AIII. Growth curves of LGG and E. coli  

  

Figure A2. Growth curves of LGG (left) and E. coli (right) obtained in MRS and LB, respectively  

 

AIV. ATR-FTIR spectra of lactic acid in water at different pH  

 
Figure A3. ATR-FTIR spectra of 0.1 M aqueous solution of sodium L-lactate recorded at pH equal to 

2.0, 3.7 (pKa), and 6.1. Assignments were made in accordance with Cassanas et al. [278] 
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AV. RBS results on the thickness of gold coating  

 

Figure A4. Rutherford backscattering spectrum showing experimental and simulated curves for the 
yield of Zn, Se and Au counts on Au-coated ZnSe. The area of the peak corresponds to the areal 
density of the material (atoms/cm2), which can be recalculated into the thickness given the density 

is known. The thickness of gold is ~2.3 nm. 

AVI. Schemes of cell walls of Gram-positive and Gram-

negative bacteria  

  

Figure A5. Schemes of the cell wall of Gram-negtaive (a) and Gram-positive (b) bacteria [329] 
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AVII. Time-evolution of ethanol bands in ATR-FTIR spectra 

 

Figure A6. Time-evolution of ethanol spectra recorded on ZnSe crystal and referenced to ethanol 

AVIII. The growth of E. coli in the planktonic form in 

MRS/10 and mTSB/10 

 

Figure A7. Growth curves of E. coli obtained in MRS/10 and mTSB/10 after transfer of the cells from              
the LB culture 
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AIX. Scientific communications 

Publication: 

E. Yunda, F. Quilès. In situ spectroscopic analysis of Lactobacillus rhamnosus GG flow 

on an abiotic surface reveals a role for nutrients in biofilm development. Biofouling, 

2019, in press. DOI: 10.1080/08927014.2019.1617279.  

Conferences: 

- The 17th European conference on applications of surface and interface analysis – 

ECASIA’17, 24-29 September, Montpellier, France (oral communication: “Surface 

functionalization of zinc selenide for control and monitoring of biofilm growth”), 

Biointerphases Student Award for the best presentation,  

- NANOinBIO 2018, 22-27 May, Le Gosier, Guadeloupe, French Caribbean (oral 

communication: “A probiotic bacterium in the abiotic environment: a multiscale study 

of surface dependent adhesion”) 

- International symposium on biophysics of microbial adhesion ‘BioPhysAdh’ 2018, 10-

11 September, Toulouse, France (oral communication: “Effect of the nutritive medium 

choice on the formation of Lactobacillus rhamnosus GG biofilms on an abiotic surface”)
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