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La valorisation de la biomasse lignocellulosique est l'un des piliers de l'économie du futur. La lignine est un polymère polyphénolique, dont le clivage conduit à des monomères de phénol et de méthoxyphénol. Sa pyrolyse produit des bio-huiles à haute teneur en oxygène (20 à 45%), telles que des composés phénoliques, des aldéhydes, des cétones, des esters, des acides et des alcools.

Ces bio-huiles, qui présentent un mauvais rendement énergétique peuvent être valorisées par hydrodésoxygénation (HDO), un procédé thermo-catalytique sous pression d'H2, qui conduit à des molécules non-oxygénées. Notre étude vise à élaborer de nouvelles formulations catalytiques pour l'HDO, en combinant des calculs utilisant la théorie de la fonctionnelle de la densité (DFT), et des études expérimentales (synthèse, caractérisation et tests catalytiques). L'HDO peut se faire suivant deux voies : (i) l'hydrogénation du cycle aromatique avant la rupture de la liaison C-O (HYD) ou (ii) la rupture directe de la liaison C-O -Désoxygénation directe (DDO). Le but de ce travail est de favoriser la voie DDO afin d'augmenter la production d'aromatiques et de limiter la consommation d'H2. La littérature montre que les catalyseurs Fe@silice sont potentiellement actifs et sélectifs (aromatiques) avec une moindre désactivation. Ainsi, nous avons focalisés sur la synthèse de catalyseurs métalliques Fe (ou bimétallique Fe-Cu) sur un support silice permettant une meilleure performance en HDO. Les énergies d'adsorption du phénol (molécule modèle représentant les bio-huiles) et de molécules inhibitrices (CO et eau) sur différentes surfaces de silice amorphe et cristalline, ayant différentes densités et types de silanols, ont été obtenues par DFT. Trois modes d'interaction du phénol ont été étudiés : «O perpendiculaire», «π plat» et «O plat». Les surfaces cristallines favorisent préférablement la voie HYD étant donné que l'interaction «π plat» prédomine. Sur la silice amorphe, des énergies d'adsorption plus élevées ont été mises en évidence pour le mode «O plat», et une interaction spécifique de 120 kJ/mol (avec une liaison C-Si et déformation du phénol) est

observée sur les surfaces ayant une densité de silanol comprise entre 2 et 3,3 OH/nm 2 . La compétition du CO est négligeable sur toutes les surfaces, ce qui rend la silice plus attractive que les catalyseurs sulfurés classiques. L'eau présente un effet inhibiteur sur les surfaces ayant une densité de silanol supérieure à 5 OH/nm 2 . Par conséquent, ces résultats ont motivé la synthèse de catalyseurs sur silice avec une densité de silanol allant de 2 à 4 OH/nm 2 . Des catalyseurs avec des atomes de fer "Single Atom Catalysts" (SACs) supportés par de la silice mésoporeuse ont été élaborés par procédé sol-gel en utilisant des tensioactifs non-ioniques (P123), et métalliques (CTAF) comme agents porogènes. La distribution des atomes de fer dans les micelles mixtes P123/CTAF permet la dispersion fine de ces atomes sur les mésopores de la silice. Le rapport molaire P123/CTAF permet de contrôler la charge de fer, ainsi que les propriétés
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Résumé de la Thèse en Français

Cette thèse vise à développer de nouveaux catalyseurs à base de silice pour valoriser la biomasse qui est l'une des plus larges sources d'énergie renouvelable. L'augmentation néfaste de l'effet de serre et la déplétion des ressources fossiles et pétrolières, accompagnés par la forte croissance de la demande en carburant et en molécules pétrochimiques nécessite le développement et l'amélioration de sources d'énergie durables et renouvelables.

La biomasse lignocellulosique est l'objet de nombreuses études scientifiques de la dernière décennie. Notre étude concerne le procédé d'hydrodéoxygénation (HDO) des bio-huiles dérivées de la pyrolyse directe de la lignine. 1 Comparée aux autres composants de la biomasse lignocellulosique (cellulose et hémicellulose), la lignine possède plus de noyaux aromatiques et un rapport oxygène/carbone moins élevé, ce qui en fait un bon candidat pour la production de molécules aromatiques.

Le procédé HDO implique une réaction catalytique en phase gazeuse sous pression d'hydrogène pour réduire le pourcentage d'oxygène des bio-huiles, produisant des hydrocarbures et de l'eau, suivant plusieurs mécanismes réactionnels. 2 Cette thèse traite le procédé HDO par une approche combinée théorique/expérimentale, dans le but de comprendre le fonctionnement des catalyseurs, et de développer de nouvelles formulations catalytiques pour réduire la consommation d'H2, et par conséquent obtenir une meilleure balance énergétique à moindre coût (coûts opérationnels d'H2, coûts de stockage et des équipements de pressurisation d'H2, coût du catalyseur...). Dans ce but, notre stratégie d'investigation inclut trois aspects :  Le premier, théorique, se base sur des calculs de la théorie de la fonctionnelle de la densité (DFT) pour évaluer l'interaction entre les molécules oxygénées, les inhibiteurs Le présent rapport de thèse sera structuré comme suit :

 Le chapitre 1 décrira le sujet et les principales problématiques, en passant en revue les différents procédés de valorisation de la biomasse, plus spécifiquement le processus HDO. L'adsorption de molécules oxygénées (première étape du mécanisme réactionnel) et les performances catalytiques de Fe/SiO2 (conditions réactionnelles et effet des sousproduits) y seront discutées à partir des données bibliographiques.  Le chapitre 2 présentera les méthodes théoriques et expérimentales utilisées dans ce travail comme suit : -En décrivant en détail la théorie de la fonctionnelle de la densité, ses fondements et ses applications aux systèmes périodiques.

-En examinant et en discutant la synthèse et les applications des catalyseurs à base de métaux non précieux supportés sur l'oxyde de silice, ainsi que le procédé sol-gel utilisé pour la synthèse des silicates mésoporeux. 
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Résumé de la Thèse en Français k Considérant la synthèse de catalyseurs de silice contenant des nanoparticules métalliques, des matériaux monométalliques (Fe/SiO2 et Cu/SiO2) et bimétalliques Fe-Cu/SiO2 ont été élaborés par des méthodes conventionnelles basées sur l'imprégnation de silice par une solution métallique. Trois matériaux siliciques ont été synthétisés par la méthode « Sol-Gel » sous des conditions similaires à celles de la synthèse du SBA-15. 6 Leur caractérisation structurale a été réalisée par différentes méthodes (diffraction des rayons X pour confirmer la structure hexagonale ; isothermes d'adsorption et de désorption sous N2 pour déterminer le diamètre, le volume de pores et la surface active ; thermogravimétrie pour déterminer la densité de silanols). Deux méthodes de précipitation ont été testées, l'imprégnation à température ambiante de silice par une solution de nitrate de fer(III) (catalyseur Fe) 7 

Figure R.6 Distribution de la taille des micelles pour les solutions micellaires (P123, CTAF, et mélange des deux à proportion variable).

Notre méthode de synthèse innovante consiste à incorporer le fer durant la formation de la structure de la silice en utilisant les micelles mixtes non-ionique/métallique (CTAF/P123) pour empêcher l'agglomération des atomes de fer et la formation des nanoparticules. Cette méthode permet de bien disperser les atomes de fer sur la surface de la silice dans le but d'obtenir des « Single Atom Catalysts (SACs) » et donc d'augmenter le nombre des sites catalytiques réellement actifs. 10 La dispersion des atomes de fer résulte de leur distribution fine dans la structure micellaire qui sert de matrice autour de laquelle la polycondensation de la chaine 

Introduction Introduction

Climate change, depletion of oil reserves, and the high increase in the energy demand requires the development of new efficient and sustainable processes for bio-fuels production from lignocellulosic biomass, which is one of the largest sources of renewable energies. The low O/C and H/C ratio found in the lignin component, comparing to cellulose and hemi-cellulose, and its aromatic structure make him more attractive for fuels and chemicals production. However, those ratios are higher than that of conventional crude oil, thus further processing is needed to reduce its oxygen content. This study treats the gas phase hydrodeoxygenation (HDO) of lignin pyrolysis bio-oils. Lignin pyrolysis occurs at temperatures varying from 500 to 800 ⁰C in absence of oxygen, and produces char, oligomers, non-condensable gases and lignin aromatic bio-oil vapors (mainly phenols, guaiacol, anisole, cresol….). The HDO process is a thermal catalytic conversion in presence of dihydrogen which convert those bio-oils in hydrocarbons and water as a by-product.

HDO includes two principal deoxygenation routes, (i) the hydrogenation of the aromatic ring before C-O bond cleavage (HYD), or (ii) the direct C-O bond cleavage, Direct Deoxygenation (DDO). Researches in this field aim to promote the DDO route in order to decrease the H2

The second chapter presents the theoretical and experimental methods I have used during my PhD thesis. It is composed of three parts where the first one focuses on presenting the density functional theory (DFT), the second part introduces the synthesis methods used to elaborate the mesoporous ferrisilicate materials, and the third part presents the HDO process and equipment.

In chapter 3, we investigated, using DFT, the adsorption properties of various crystalline and amorphous silica surfaces. Phenol (model molecule of bio-oils) interaction modes with silanols were interpreted and adsorption energies were computed in order to choose the more appropriate surface favoring the DDO route and limiting the inhibiting effect of by-products (water and CO).

In chapter 4, we presented the elaboration of the metal@silica materials where the first part describes the synthesis of metallic Fe and bimetallic Fe-Cu silica supported catalysts, with various structural properties, using conventional methods as the impregnation of pre-synthetized silica and the co-precipitation with decomposition of urea (DPU). In the second part of this chapter, we studied the micelles structuration of non-ionic/metallo surfactants into mixed micelles. Finally, in the third part, we presented the direct hydrothermal synthesis of mesoporous ferrisilicate single atom catalysts (SACs), using those mixed micelles as templates, where various characterizations proved the well dispersion of iron species on the silica mesopores.

In Chapter 5, we presented the catalytic performance of the synthetized materials when tested for guaiacol hydrodeoxygenation (HDO) conversion. The conversion, aromatics selectivity, catalytic activity, and aromatics carbon selectivity of SACs and conventionally synthesized (Fe, Cu, and Fe-Cu@SiO2) catalysts were discussed showing the effect of the synthesis method, the silica textural properties, and the incorporation of copper as a bi-metal catalyst.

Finally, we gave conclusions on the theoretical and experimental results obtained in this work, and their importance in this field. We gave some perspectives for future studies.

Chapter 1

Bibliographic Review

Chap. 1 Bibliographic Review

According to the Renewable Energy Policy Network for the 21th Century (REN21 report), renewable energy sources covered about 19% of the total world energy consumption in 2013, where biomass contributes with nearly half of the energy supplied from renewable sources. 1 The most popular way to obtain energy from biomass is the direct burning of plants; however, this method produces a copious amount of carbon dioxide and contribute to the formation of unhealthy environmental areas. Rising energy demand, climate change, and depletion of gas and oil reserves require the development of cleaner and efficient processes to convert biomass into bio-fuels. Figure 1.1 shows some sources of lignocellulosic biomass and the main valorization process. We are interested in the route highlighted by a red line, and leading to bio-fuels production. 

Lignocellulosic Biomass

The lignocellulosic biomass is considered as one of the main alternative sources to petroleum for the production of bio-fuels and chemicals ; it comprises about 30-50% cellulose, 15-25 % hemicellulose, and 15-30% lignin depending on its origin. 2 Those components, found in the plant cell wall, are presented in Figure 1.2. Cellulose is made of linear homo-polysaccharides with a high degree of polymerization. Hemicellulose is a mixture of various polymerized monosaccharides (branched polymers with a low degree of polymerization). Lignin consists of aromatic units linked in large polymeric structure and acts as a resin to strengthen the lignocellulose matrices. It has the lowest Oxygen/Carbon and Hydrogen/Carbon ratios in comparison with cellulose and hemicellulose, but these ratios are still much higher than those of conventional crude oil. Therefore, studies focus on upgrading lignin by several processes in order to reduce its oxygen content and obtain valuable aromatic bio-fuels. The main structure of lignin (Figure 1.3) involves several types of monomer alcohols, mainly the p-coumoryl (Hydroxyphenyl), the coniferyl (Guaiacyle) and the sinapyl (Syringyle). Softwood contains the highest level of lignin (around 30%) in comparison with hardwood, energy crop, and agricultural waste. The separation of lignin from other biomass components is performed throughout various methods including Kraft, soda pulping, Organosolv, steam explosion… 3 The organosolv pulping technique 4 consists of the solvent extraction of lignin (ethanol, ethylene glycol, acetic acid…) at 140 to 220 ⁰C, leading to the production of a high purity dry sulfur-free solid lignin with a molecular weight of about 5000 g/mol.

Chap. 1 Bibliographic Review 

Lignin Valorization and Market Products

Currently, Kraft lignin produced from the Kraft pulping process is used directly as a fuel for Kraft pulp mills, 5 while lignosulfonate produced by the sulfite pulping process have many applications as plasticizer or emulsifier, animal feed pellets, pesticides, and oil-well drilling mud additives. 6 The strategies of lignin valorization include gasification to produce syngas, 7 slow pyrolysis to produce carbon-based materials 8 (activated carbon and carbon fibers 9 ), controlled oxidation to produce valuable chemicals (as vanillin and eugenol), 10 and catalytic fast pyrolysis using zeolites to produce bio-oils. 11 The most interesting economic technique for lignin valorization is HydroDeOxygenation of biooil vapors produced from pyrolysis or hydrothermal conversion. In 2007, Holladay et al. 12 studied the economic scenario of lignin valorization in USA. They showed that the income of BTX (benzene, toluene, and xylene) production was more than twice as high as the income of power production through lignin combustion. Haveren et al. 13 discussed a similar case study for biorefineries located in the port of Rotterdam, which is one of the most important ports in Europe for biomass handling, storage and valorization.

According to the Global Market Insights, the lignin market will increase from 650 M$ in 2016 to exceed 960 M$ by 2024, and the size of aromatic lignin market will register gains at over 4.5 %. 14 BTX are produced conventionally from naphtha reforming, coal pyrolysis, and methanol-togasoline MTG processes; they are used as fuel additives and as starting blocks for several molecules. Phenol is conventionally produced from cumene oxidation and used as starting block for resin and antioxidants synthesis. Therefore, researchers focus on the development of processes for lignin conversion into aromatic hydrocarbons (BTX and phenol). 

Lignin Pyrolysis and Hydrothermal Conversion

Various processes are adopted for lignin depolymerization in order to obtain valuable aromatic chemicals. Table 1.1 summarizes literature data about those processes.

Table 1.1 Main lignin-to-aromatics upgrading processes, their advantages and drawbacks.

Process Description Advantages Drawbacks

Base catalyzed depolymerization and HDO of phenol produced (50 bar H2, transition metal catalyzed) 15 High yield of hydrocarbons (64w.% of dry lignin)

Difficulty of phenols extraction procedure

Pyrolysis and HDO of condensed pyrolysis vapors (100 bar H2, catalyzed by noble metals) 16 Phenols are well separated from char before the catalytic treatment Low yield of heavy HCs (C6+) Catalytic Pyrolysis The type of process applied depends on the lignin source (ex. water content) and on the product needed. Our work focuses on hydrodeoxygenation (HDO) of bio-oil vapors produced from lignin pyrolysis, in order to obtain BTX and phenol. Figure 1.5 shows the main molecules found among the bio-oil derived from the pyrolysis of lignin. Lignin pyrolysis, [28][29][30][31][32][33][34] which is a thermochemical process under moderate temperature (623-873K) in absence of oxygen, produces char, oligomers, non-condensable gases (CO, CO2, CH4, light HCs) and aromatic bio-oil vapors (mainly phenols, guaiacol, anisole, cresol….). Several studies focused on the analysis of lignin pyrolysis products and their quantities, depending on the source of lignin, 31,35 pyrolysis temperature, 16,35 and various other conditions. 33 Depending on lignin source, the production of bio-oil vapors reaches about 15 to 30 wt.% in a pyroprobe reactor at 873K, 35 whereas it is only about 9 wt.% in a fluidized bed reactor at 673K. 16 Because bio-oils produced through lignin pyrolysis are have a high content in oxygenated compounds(up to 40%), they display bad fuel properties such as high viscosity, thermal and chemical instability, low heating value, acidic and corrosive nature, and bad motor efficiency…. 36 The major catalytic treatments studied for upgrading these bio-oils 37 are (i) the steam reforming of bio-oils for hydrogen production, [38][39][40] (ii) the zeolite catalyzed cracking which doesn't require H2 supply but leads to high coke yield and fast catalyst deactivation, [41][42][43] and (iii) Hydrodeoxygenation (HDO) which is the subject of the present thesis. 44-50

HydroDeOxygenation of Pyrolysis Bio-oils

The gas phase HDO of lignin-derived pyrolysis bio-oil vapors, refers to high temperature (623-873K) chemical conversion to obtain oxygen-free molecules, and water as a by-product. It consists in several reactions, mainly hydrocracking, hydrogenation, dehydration, hydrogenolysis, demethylation (DME), demethoxylation (DMO) and decarboxylation. 49 Pyrolysis coupled with online HDO process results in optimizing the heat integration, and reducing the problem of condensed bio-oil feeding. 51,52 In 2000, as a brief literature review on HDO, Furimsky 44 studied the kinetics and reaction networks of HDO, and concluded that more stable catalysts are needed to make fuel production more attractive. In 2007, Elliott 45 reviewed the historical development of catalytic hydroprocessing of bio-oils, while Choudhary and Phillips 46 reviewed the applications of HDO from an industrial perspective, using different bio-oil feeds, catalysts, and operating conditions. More recently, Bu et al. 47 reviewed the HDO of phenols derived from lignin pyrolysis. The kinetics and reactions mechanisms of the process were investigated and analyzed using different model compounds and the performance of various conventional (CoMo/Al2O3 and NiMo/Al2O3) and noble catalysts were discussed. They concluded that for various technoeconomic problems, future investigations should be performed on improving catalysts, optimizing catalytic conditions, and understanding reaction kinetics. He & Wang 48 considered advances in HDO using various bio-oil models and catalysts (noble and non-precious metals, sulfides, nitrides, metal oxides…). They also studied the importance of the support, and proved that O from oxycompounds is adsorbed on H in -OH of non-metal oxides (such as SiO2).
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1.5.b Conversion of guaiacol

Because of its two C-O bonds, present in the hydroxy (Csp2-OH) and methoxy (Csp2-OCH3) groups, guaiacol is the most preferred model molecule of lignin-derived bio-oils. 59,60 A wide range of pathways for guaiacol conversion are presented in Figure 1.8. Three main mechanisms occur: (i) the demethylation DME (hydrogenolysis of the O-CH3 bond) leading to the formation of catechol and methane. Catechol usually loses one of its OH groups under H2 pressure, producing phenol and water as by-product, (ii) the demethoxylation DMO, by direct cleavage of Caromatic-OCH3 bond leading to phenol and methanol, and (iii) the hydrogenolysis of the Caromatic-OH bond producing water and anisole. 61 This last molecule can exhibit four reaction pathways, (i) the DME producing phenol and methane, (ii) the DMO or direct deoxygenation route producing benzene and methanol, (iii) the hydrogenation of the aromatic ring leading to the formation of methoxycyclohexane, and

(iv) the methyl group transfer (transalkylation) producing toluene and xylenes as final products. 62,63 The DME route is kinetically more favorable than the DMO route because the Cmethyl-O bond is weaker then the Caromatic-O bond. 64 Zhu et al. 63 demonstrated that when the catalyst incorporates an acidic function (as an acidic support), the transalkylation pathway is kinetically the most significant. They concluded that both methyl transfer and HDO occur at higher rates on bifunctional metallic-acidic catalysts than on monofunctional metallic catalysts, leading to the formation of phenol and BTX products with a lower H2 consumption. 

Catalysts and Supports for HDO Reaction

Several catalysts and supports have been tested for biomass conversion under HDO conditions; 46- 49,65 Table 1. 2 shows some examples under various operating conditions while Table 1.3 compares the conversion yield of guaiacol and selectivity of some catalysts. The choice of the appropriate catalyst depends on its activity and selectivity toward aromatics (DDO route), its deactivation rate under operating conditions and its suitability for environmental use. Noble metals showed a high activity but they are expensive and suffer from high deactivation and reactor clogging at high temperatures. 34 Conventional metal sulfides are very active and selective toward aromatics but their stability depends on the H2S/H2O pressure ratio, which requires feeding with H2S, and in consequence poisoning the product. 54 Low-price transition metals showed an optimal activity/selectivity ratio. Alumina support, which are highly acidic, lead to a significant formation of coke and to a rapid deactivation of the catalyst. In presence of water, alumina is converted to boehmite, which decreases its activity by 2/3 in less than 60 hours. 66 Small-pores materials such as zeolites are highly affected by coke and rapidly deactivated. 67 Silica and Carbon supports show a lower coke formation, a better selectivity but lower activity towards aromatics than alumina. 49 Olcese et al. 24,25,51,52 studied the competition between DDO and HYD pathways using non-noble metals. They showed that silica support have higher selectivity towards BTX products than activated carbon, and that Fe/SiO2 is more selective but less active than Co/SiO2. The effect of temperature, hydrogen partial pressure and contact time on guaiacol conversion and catalyst deactivation (iron oxidation into Fe2O3, coke accumulation, or formation of metallic carbon Fe5C2) was also studied. The catalytic mechanism of guaiacol adsorption on surfaces was interpreted by Popov et al., 68 demonstrating also that silica is more stable than alumina or silica-alumina supports.

Fe@SiO2 Catalyst

The essential roles of Fe-based catalysts for bio-oils HDO applications was reported in 2016 by

Hong et al. 69 with perspectives towards performance improvement. As reported by by Olcese et al. 24 , Fe@SiO2 catalysts have a good selectivity for guaiacol conversion into benzene and toluene.

In their proposed mechanism for guaiacol HDO oxygenated compounds interact with acidic silanols (Si-OH) sites of the silica surface, while H2 is activated by metallic functions of the catalyst and spills over to adsorbed oxygen atoms, leading to C-O bond cleavage (Figure 1.9). 24,68 Chap. 

1.7.a Silica surface support

Because of their large pore size, mesoporous silica such as Santa Barbara Amorphous (SBA) and Mobil Composition of Matter (MCM) allow a high molecular diffusion speed. 70 This characteristic in addition to their high surface area and the presence of acidic silanols active sites make them compelling supports for catalytic applications. 71 Silica-based metallic catalysts showed better performance than alumina-based catalysts because of weaker metal-support interactions and acidity. 72 Due to its acidity, silica support represents a potential candidate for bio-oils HDO with better catalytic stability and lower affinity for carbon formation. 23 The acidity of silica surface depends on the silanol density and on silanol defect types that can donate or accept hydrogen bonds with different strengths. [73][74][75] Four main groups of silanols defects have been defined and are presented in 

1.7.b Adsorption mechanisms of oxygenated molecules on silica surface

Popov et al. 68 studied the adsorption of phenolic molecules on oxide supports, which is the first step of HDO mechanism. Infrared spectroscopy investigations revealed that phenolic compounds interact mainly with the silica surface via H-bonds with silanols groups. Their study confirms that carbon deposition takes place on alumina support due to the presence of Lewis acid-base pairs on this surface, and that phenates are produced at high HDO operating temperatures. This study therefore suggests that silica support is a potential candidate with high stability. 23 The adsorption of phenol, anisole and guaiacol on silica was studied by following the perturbations of the IR 

1.7.c Performance of Fe@SiO2 for guaiacol HDO conversion

Olcese et al. 24 studied the catalytic HDO conversion of guaiacol in a fixed-bed reactor using Fe@SiO2 catalyst synthetized by simple impregnation of commercial silica (Aerosil 130, Degussa) in an iron nitrate solution. They have studied the effect of operating conditions such as the reaction temperature, H2 partial pressure and catalyst contact time, and have compared their results with those obtained using a commercial cobalt-based catalyst. Guaiacol conversion yield without hydrogen was about 30%, while it became about 70% with a H2 partial pressure of 0.2 bar; however, for a higher H2 partial pressure (0.2-0.9 bar), HDO conversion remained almost unchanged, and the benzene yield increased slightly. As the reaction temperature increased, guaiacol conversion (activity) and benzene production (selectivity) increased; however, in the same time, the production of undesirable by-products such as CO and CH4 increased. Different contact times from 0.11 to 1.5 hours were tested, showing that at a contact time of 0.8 hr., guaiacol is totally converted with the highest phenol yield being 60 vol.%, and with the benzene yield being about 14 vol.%. At a contact time of 1.5 hr., 673 K and 90% H2, the guaiacol HDO conversion on Fe@SiO2 catalyst achieved a yield of about 74% with a BTX yield of 38%. Comparing these values with those obtained with Co-based catalyst, Fe@SiO2 catalysts show lower guaiacol HDO conversion but much higher BTX yield (selectivity) and lower coke deposition than Co-based catalysts, making Fe@SiO2 an attractive inexpensive environmental-friendly catalyst.

The effect of by-products (CH4, CO, CO2 and water) was investigated on guaiacol conversion for iron-supported catalysts. These studies showed that water and CO have negative effects, as water inhibits the production of benzene and reduce the overall activity, and CO promotes coke formation due to the carburization of iron particles. While methane has negligible effects, CO2 has a positive effect as it reduces the catalyst deactivation. 25 Coke deposits were observed near iron particles, which suggests that the reaction occurs at the metal-silica interface. The composition and type of iron species were identified using Mössbauer spectra before and after catalysis. The results showed the existence of residual Fe(III), Fe2O3, γ-Fe5C2 in addition to α-Fe particles. The comparison of different iron loads (5, 10 and 15%) showed that the guaiacol conversion is proportional to the exposed iron surface, with similar yields of aromatics and phenols. In order to understand the effect of silanol defects, the silica support was replaced with activated carbon. The activity was similar but no benzene or toluene were produced. The hydrotreatment of lignin pyrolysis vapors using Fe@SiO2 catalyst was reported, and the lignin to BTX process was 

DFT for Chemical Applications

1.8.a DFT for HDO studies

Density functional theory (DFT) has been applied extensively for HDO applications, in order to complement experimental studies and to provide new perspectives in this area. [77][78][79] The objectives of theoretical studies are to compute and interpret the reaction mechanisms, the effect of inhibitors, and the catalysts adsorption properties. [80][81][82][83][84] The HDO reaction pathways and schemes have been investigated for the interaction of various model molecules with different types of catalyst, for describing the occurrence of the C-O bond cleavage and for identifying the most favorable reaction pathway and mechanism. 79,[85][86][87][88][89] The recent investigations of Zhang et al. 84 on anisole decomposition using bi-functional acidic metallic catalysts established the role of the metallic function and the Bronsted acid sites of the support. Studies of Mian et al. [90][91][92] on the adsorption of catechol on cristobalite silica surface in the presence of competitive water molecules showed that catechol molecules displaces pre-adsorbed water, and adsorbs preferentially on the catalyst surface. Badawi et al. 53,54,93,94 applied DFT methods on HDO reactions in order to elucidate the role of sulfide catalysts. Their studies about furan (as model molecule for bio-oil vapors) adsorption on a stable molybdenum sulfide catalyst under HDO conditions demonstrated that MoS2 stability depends on the H2S/H2O ratio during the reaction. They showed that H2S must be fed into the reaction in order to prevent the partial oxidation of the sulfur edge. Furan adsorption on the catalyst surface occurs through its oxygen atom (η 1 ) after creating a vacancy by removing a sulfur atom from the metallic edge. 53 Later, these authors investigated the adsorption of guaiacol, its derivatives (phenol and anisole), and inhibitors (H2S, H2O, and CO) on MoS2 and CoMoS catalysts. They showed that the η 1 adsorption mode promotes the DDO route, and that the adsorption of inhibitors is stronger than the adsorption of oxygenated compounds. Therefore, inhibitors could reduce the catalyst activity. 54 Another DFT/experimental study about the impact of water molecules on sulfide Mo and Co Mo catalysts (Badawi et al., 2011) 94 showed that MoS2 catalyst is very sensitive to water molecules and is deactivated through the exchange of edge sulfur atoms with oxygen atoms of water. Water poisoning is much lower and reversible on the CoMoS catalyst, as Co atoms prevent sulfur-oxygen exchanges. Hence, Co provides a passivation effect (stabilization of the active phase towards water) in addition to its promotion effect (increase in activity).

1.8.b DFT for adsorption and catalysis on silica models

Various crystalline and amorphous silica models have been suggested, constructed, and relaxed using DFT calculations. [95][96][START_REF] Ojeda-López | SBA-15 Materials: Calcination Temperature Influence on Textural Properties and Total Silanol Ratio[END_REF][START_REF] Ertan | Effect of Synthesis Time and Treatment on Porosity of Mesoporous Silica Materials[END_REF][START_REF] Zhao | Morphological Control of Highly Ordered Mesoporous Silica SBA-15[END_REF] DFT has been widely used for investigating the catalytic and adsorption properties of silica and silica-based materials. 100-108 Tielens et al. [109][110][111][112] applied theoretical methods to investigate different aspects and characteristics of amorphous silica-based materials. Their physico-chemical properties are ruled by the presence of silanol groups. 113,114 Prediction of those properties (such as hydrophobicity, or acidity) is challenged by the statistical distribution of silanol groups depending on the local environment and surface concentration. [115][116][117] The water-silanol interaction was computed on crystalline and amorphous surfaces in order to understand the effect of silanol groups on the adsorption properties of the surface. [118][119][120][121][122][123] The interaction of small molecules (as CO2/CH4, 124 CO/CO2/CH4, 125 argon/nitrogen 126 …) and large molecules (as catechol, 90 2,2,2-triflueroethanol, 127 aldehydes, 128 organometallic platinum complex, 129 benzothiophene/naphthalene 130 …) with various silica surfaces were also reported.

Synthesis of Porous Silica Materials

The porosity of a material influences its surface area, and in consequence, its applications for catalysis, storage, and molecule separation. The International Union of Pure and Applied Chemistry (IUPAC) admitted the classification of porous materials proposed by Dubinin in 1960 131,132 based on the pore size. Mesoporous materials are those having a pore width between 2 and 50 nm.

1.9.a Surfactants and metallosurfactants

Surfactants are amphiphilic molecules, which have at least one hydrophilic and one hydrophobic part. Being divided into two classes, the ionic (cationic, anionic, or zwitterion) and non-ionic surfactants, they are characterized by their surface tension, they segregate on the water-air surface and associate into micelles above a certain concentration, called critical micelles concentration CMC. Above the CMC, surfactants are self-assembled into various micellar structures (spherical, cylindrical, lamellar….) in order to avoid the interaction of their hydrophobic part with water molecules. 133 Non-ionic pluronic copolymers, such as pluronic P123 ® , consist of two hydrophilic poly(ethylene oxide) blocks separated by one hydrophobic poly(propylene oxide) block. With the cationic surfactant cetrimonium bromide (CTAB), they are the most popular surfactants used as templates for the synthesis of mesoporous materials. 134 The term metallosurfactant refers to metals-containing surfactants. Several publications describe their elaboration and three-dimensional structure, which can be in the form of micelles, vesicles or aggregates. [135][136][137][138][139][140][141][142] Metallosurfactants have been reported as being templates for the synthesis of mesoporous silicates containing metallic nanoparticles. 143-148

1.9.b Mesoporous silica materials

During the last decade, many studies focused on the development of mesoporous materials in order to overcome diffusion problems which occur in catalytic applications 149 with zeolites, because of the small pore size of these materials 71 . In 1992, Mobil Research and Development Corporation has produced the M41 mesoporous silica family, which has an organized structure and large surface area (around 1000m 2 /g). 150,151 Its synthesis, based on the Sol-Gel process, is performed either through the Liquid Crystal Templating (LCT) mechanism or through the Cooperative Self-Assembling (CSA) Mechanism. 151,152 The materials MCM-41, MCM-48 and MCM-50 (Mobil Crystalline Materials), with hexagonal, cubic Ia3d and lamellar structures respectively, are synthesized with using CTAB as template. 153,154 Several years later, the Santa Barbara Amorphous (SBA) mesoporous silica series was discovered by Zhao et al. 155,156 at the University of California.

In particular, these authors discovered the well-ordered hexagonal SBA-15 silica structure, which has a larger pore size and higher wall thickness than MCM-41. It displays two types of pores, primary mesopores interconnected with intrawall micropores, resulting in a higher mechanical strength and a greater hydrothermal stability. 157

1.9.c Sol-Gel process

The Sol-Gel process, discovered by Ebelmen 158 in 1846, allows the synthesis of mesoporous materials using inorganic precursors at various temperatures (20-150⁰C). 159,160 During the process, alkoxysilane precursors Si(OR)4 such as tetramethyl orthosilicate (TMOS, Si(OCH3)4), first hydrolyze to give silanols (Si-OH) and the corresponding alcohol (R-OH, CH3OH when using TMOS), as described in the following equation:

+ → -+ (1) 
The second step is the condensation leading to the formation of a siloxane bridge Si-O-Si and the gelification of the system. It occurs either by the condensation of two silanol groups with the production of water (equation 2), or by the condensation of a silanol group with a non-hydrolyzed alkoxy group with the production of one alcohol molecule (equation

3). 161 + → -- + (2) + → -- + (3) 
The silica framework produced is a series of tetrahedral silica -, with the silica atom in the center. These small size clusters constitute a colloidal suspension called Sol. The Gel is formed when clusters bind together to give a three-dimensional interconnected framework. Structural properties of the material depend on the competition between hydrolysis and condensation reactions, and can therefore be adjusted by varying the pH of the solution, the temperature of the reaction, and other parameters. 134,162,163 Chap. 1 Bibliographic Review 20

1.9.d Corporative Self-Assembly (CSA) mechanism

According to this mechanism, inorganic precursors are self-assembled into micelles, and polymerize around themselves, leading to the organization of the silica framework. First, the polar head of the surfactants interacts with the silica precursor through hydrogen or electrostatic bonding, depending on its nature; this step is called the intramicellar polymerization. Then, the intermicellar condensation occurs, where silica-covered micelles aggregate and produce the hybrid material. Finally, the surfactant is removed in order to obtain the mesoporous silica structure. 134 For ionic surfactants, electrostatic interactions occur between surfactants and precursors. They can be direct in the case of opposite charges (S + I -or S -I + ), or indirect through involving an intermediate X in the case of same charges (S + X -I + or S -X + I -). 164 For non-ionic surfactants, weak hydrogen bonds are present S 0 I 0 , which can be advantageous for the surfactant removal step. 165 Table 1.4

presents different mesoporous silica materials, their synthesis conditions and surfactant precursors. 
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Theoretical and Experimental Methods

Chap. 2 Theoretical and Experimental Methods

Part 1. Density Functional Theory

Computational chemistry uses the theoretical laws of quantum chemistry 1 implemented as algorithms and codes in specific computer programs in order to predict the chemical and physical properties of systems (molecules, solids, atoms, surfaces...). The sought properties are the structure geometry, the interaction energies, multipolar moments, and vibrational frequencies, etc. The most represented area of the discipline is the processing of electronic configurations of systems.

Numerical chemistry describes both the upstream (prediction and prospecting) and the downstream (explanation) sides of the experiment. The first calculation in chemistry were produced by Heitler and London in 1927. 2

Before Density Functional Theory

The goal of all researchs concerning quantum chemistry is to determine the ground-state energy, which present the most stable state of the system. Therefore, to predict this energy, all studies focus on the resolution of the Schrödinger equation 3 showed in the equation (1).

, , … , , , , … , = , , … , , , , … , (1) 
Where ψ is the wave function, E is the total energy, H is the Hamiltonian describing both the kinetic and the potential energies, N is the number of electrons, and M is the number of nucleus (the spin is neglected in all equations for simplicity).

Born-Oppenheimer 4 assume that the electrons move in a field around fixed nucleus, taking into account the heavy mass of nucleus compared to electrons (1800 times). This permit to decompose the wave function of the system, therefore reducing the number of variables (4N + 3M) on which depend Schrödinger equation, and leading to the equation (2).

, , … , = , , … , (2) 
Where H is the sum of electrons kinetic energies (Te), electron-nucleus attraction energies (VN-e), and repulsion energies of electrons (Ve-e).

Despite this approximation, the exact resolution of the Schrödinger equation remains difficult for large systems, where it is necessary to solve 3N-interconnected equations. Different methods are developed, we distinguish two main families:

 The first aims to obtain an approximated solution of the wave function ψ, which depends on each electron coordinates. The most common method is the Hartree-Fock method. 5  The second approach is the Density Functional Theory (DFT), 6 based on the density of electrons (dependent only on three variables) instead of the wave function (3N variables).

The ground state variational principle states that the calculated energy for an assumed wave function ψ is a superior limit for the ground-state energy E0. 7 = min [] = min < + -+ ->

In Hartree approximation, the probability of the existence of each electron is independent from others, so two electrons can occupy the same position. However, electrons are fermions characterized by their spin. Therefore, an energy called exchange energy (EX) is added to take into account that two electrons with same spin cannot get close from each other indefinitely. This energy is taken into consideration in the Pauli exclusion condition stating that the wave function must be antisymmetric, which is obtained by replacing the wave functions by a Slater determinant. 8,9 This method approximates the wave function as a product of non-interacted orbitals (Hartree product, 10,11 equ. ( 4)). The Hartree-Fock method enable the resolution of Schrödinger's equation in a self-coherent process to obtain the system with the lowest energy, by expressing the wave function as a Slater determinant, 12,13 and then minimize the energy by using orthonormal orbitals (Fock complement, 14 equ. ( 5)).

, , … , = … (4)

= min [ ] ℎ = = (5)
However, only the exchange energy is properly described by this method, contrary to the correlation energy (EC) that explains the overestimation of the energy (EHF > Eexact). The Fock complement undertake the exchange hole concerning electrons with the same spin, but it does not correct the correlation hole described by electrons with opposite spins. 15 = + (6)

Early DFT Approximations

Density Functional Theory provides a compensation between the accuracy and the cost of the calculation, it transforms the 3N dimension problem (related to the wave function ψ) to a threedimensional problem (related to the electron density ). [16][17][18][19] The critical key in DFT is defining the density of electrons as the probability of finding one of the N electrons in an elementary volume dr, as expressed below.

= [ ] = ∑ *

Where =

The Thomas-Fermi model expresses the uniform electron gas energy as a function of its density.

It consist of dividing the system into an infinite number of elementary volumes d 3 r, where electrons are characterized by a uniform distribution of positive charge called Jellium. However, it does not take into consideration the exchange and correlation energies. 20,21 ( ) = ⁄ = 5 ⁄ (8

)
Where AS = 2.871 and = ⁄ is the Fermi wave vector While the Slater-Dirac model gives a simple definition of the exchange energy. However, it does not take into consideration the correlation energy.

22

[ ] = [ ] = ( -⁄ )( ⁄ ) ⁄ ⁄ (9) 
Where α=1 for Slater deviation, and α=2/3 for Dirac deviation.

Hohenberg-Kohn Theorem

2.1.3.a First theorem

The first theorem of Hohenberg-Kohn 23 states that the electron density only determines the Hamiltonian operator, and thus all the properties of the system. Therefore, the energy of the ground state is a function only dependent on electron density, as followed.

= [ ] = -[ ] + [ ] + -[ ] = + [ ] (10) 
Where:

 Vext(r) is a unique functional of (r).

 FHK [ (r)] is a universal functional valid for any electron number and any external potential.

It is the sum of kinetic (T [ (r)]) and the electron-electron interaction (Ee-e [ (r)]) energies.

The electron-electron interaction energy can be decomposed as the Coulomb energy J [ (r)] and the unconventional contribution Encl [ (r)] (describing the exchange, self-interacting correlation and Coulomb correlation).

-

[ ] = [ ] + [ ] = 2 ⁄ [ ⁄ ] + [ ] (11) 

2.1.3.b Second theorem

It states that for any (r) associated with an external potential Vext [ (r)], E [ (r)] is an upper limit of E0. Therefore, the electron density that minimizes the total energy of the system is the electron density corresponding to the ground state.

[ ] = min + [ ] (12) 

Kohn-Sham Equations

The main remaining problematic for solving the system is the prediction of the kinetic energy T [ (r)] and the unconventional contribution Encl [ (r)]. Kohn-Sham 24 propose to solve a fictitious system of wave functions of a single non-interacting electron depending only on three spatial variables. This system is described by the following function. [24][25][26] 

[ ] = [ ] + [ ] + [ ] (13) 
Where TS [ (r)] is the kinetic energy of the single electron non-interacting system and EXC [ (r)]

is the exchange-correlation energy.

[ ] = ∑ * -ℎ 2 (14) 
[ ] = [ ] -[ ] + -[ ] -[ ] (15) 
Applying the variational principle, the Schrodinger equation and the total ground state Kohn-Sham energy can be reformulated as follow.

⃗ = ⃗ (16) [ -ℎ 2 ⁄ -( ⃗ )] ⃗ = ⃗ (17) 
Where

⃗ = ⃗ + ⃗ ⃗ ⁄ + ⃗ ⃗ ⁄ (18) 
and

[ ] = [ ] + + + [ ] (19) 
The resolution of this new system of equations implies finding new approximations for the determination of the exchange-correlation energy. Thereby, different functionals have been developed in order to obtain an expression of this term. 27 

Exchange-Correlation Functionals

Different approximations describing the exchange-correlation functional are developed in order to perform more accurate calculations. [28][29][30] They are divided according to Jacob ladder into five categories, however choosing the appropriate approximation is depending on the system studied, the properties researched, and the time-cost of the calculation (Table 2.1.1). 

2.1.5.a Local density approximation (LDA)

This approximation develops the idea of a "uniform electron gas" system where the electrons move such that the total set is neutral, which means that it does not take the electron density variation into consideration. 25 

[ ] = [ ] ℎ [ ] = [ ] + [ ] (20) 
The exchange part [ ] can be determined using the Slater-Dirac model, while the correlation part [ ] is deduced by the Monte Carlo simulations according to the effective radius rs(r).

The LDA can be easily expanded to the Local Spin Density Approximation LSDA for magnetic spin-polarized systems by simply considering the spin-polarized electron density instead of the electron density [r].

[ ] = [ ↥ + ↧ ] [ ↥ , ↧ ] (21) 

2.1.5.b Generalized gradient approximation (GGA)

For systems with large fluctuations in density, the gradient of the density makes it possible to correct the local approach. It takes into consideration the non-homogeneity of the electron density . The GGA approximation shows significant improvements comparing to the LDA, especially in the estimation of the total energy, atomization energies, and energy barriers. 28 The exchange-correlation energy is therefore expressed as function of both the density of electrons and its gradient.

[ ] = , (22) 

2.1.5.c Meta-GGA and hybrid functionals

Meta-GGA functional are dependent on the density, its gradient and Laplacian. The exchangecorrelation energy EXC depends on the electron density kinetic τ. These functional predict more accurately than the previous GGA methods some properties such as the atomizing energy. 41 More recently, new functional hybrids have been used to better describe the exchange contributions. They are based on a combination of a certain percentage (determined empirically)

of the exact exchange offered by the Hartree-Fock method, with the GGA exchange-correlation functional. This variant describe better the electronic structures of molecules. The functional Hybrid-Meta GGA (HM-GGA) are currently the subject of many developments, they involve the Hartree-Fock exchange, the electron density, its gradient, and Laplacian.

Applying DFT for Periodic Systems

The resolution of the Schrödinger equation for a crystal implies, in the Kohn-Sham method, the determination of an infinity number of mono-electronic wave functions; such a calculation is impossible. The plane wave expansion of KS wave functions is thus useful, since it takes the advantage of the crystal periodicity.

In the real space, the structure is characterized by a density function that determines how much matter exist at a given point. While in the reciprocal space, the structure is defined in a function F(k) that tell us what components of wave ⃗⃗ ⃗ of periodicity k are required to produce the same arrangement of atoms. Therefore, using Bloch theorem, 42 each electron wave function , ( ⃗) is written as the product of a plane wave ⃗⃗ ⃗ of vector ⃗⃗ (in the first Brillouin zone BZ) and a periodic function f having the same periodicity as the crystal.

, ( ⃗) = f * ⃗⃗ ⃗ = ∑ , ⃗⃗ , ⃗⃗⃗⃗ ⃗ * ⃗⃗ + ⃗⃗⃗⃗ ⃗ (23)
Where ⃗ are reciprocal lattice vectors and , ⃗⃗ , ⃗⃗⃗⃗ are coefficients for a chosen basis set.

The problem then returns to calculating a finite number of wave functions for an infinite number of ⃗⃗ . However, applying Bloch theorem, the calculation can be solved in a finite number of points Chap.2 Theoretical and Experimental Methods
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⃗⃗ represented by the first Brillouin zone. Thus, the convergence of the energy must be verified for the chosen ⃗⃗ points. On the other hand, it appears that the coefficients , ⃗⃗ , ⃗⃗⃗⃗ associated with the plane waves of great kinetic energy are markedly lower than those associated with plane waves of lower kinetic energy. This justifies the introduction of a cut in the base to a certain energy called cut-off energy -. In practice, it is also important to test the convergence of the system energy with the cut-off energy. 43 The properties of solids generally depend much more on valence electrons than on those of the heart. It thus seems more judicious to represent the electrons of the heart by an effective potential called pseudo-potential, instead of explicitly dealing with them. The notion of pseudo-potential makes it possible to modify the potential near the cores, so as to be affected by the core electrons while retaining the influence (by screen effect) of valence electrons. 44 For periodic calculations, the pseudo-potentials US-PP method 45 and the Projected Augmented Wave (PAW) approach developed by Blöchl 46 are commonly used. PAW method consists in linking by a linear transformation the function of all electrons (electrons of valence + core) to a pseudo-function of valence. 47 This method has yielded a good accuracy to calculation time ratio for various systems.

Kohn-Sham equations are solved using a coherent automated process (SCF for Self-Consistent Field) using the electronic minimization algorithm RMM-DIIS (Residual Minimization Scheme) until the energy difference between each SCF cycle reach a chosen convergence criteria, as showed in Figure 2.1.1. 48 The forces acting on the different atoms are calculated according to this equation. Step 1: propose a random ρ(r)

= -… . / (24)

Step 2: Solve Kohn-Sham equations and obtain wave functions

Step 3: Calculate the new (r) based on the previous wave functions.

= ∑ ψ * ψ

Step 4: convergence criteria
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The Hellman-Feynman theorem 49 states that the electron density can be maintained constant when the forces applying to the different nuclei are evaluated. This property allow us to calculate the forces acting on the ions. Once determined, the atoms are then relaxed to obtain a new geometry and the Kohn-Sham equations are again resolved. This pattern is repeated until the corresponding geometry is obtained to a minimum energy. Different configurations studied is usually optimized until the forces exerted on each atom are less than 0.03 eV / Å.

Dispersion Correction Methods

Van der Waals vdW interactions affect importantly the physical and chemical properties of most studied systems. However, the local and semi-local DFT approximations fail to describe those non-local forces. Therefore, new dispersion-correction methods have been developed in order to fulfill the gap. One approach considers using specific non-local correlation functionals but is very costly, [50][51][52] and the second approach incorporate additive correction schemes to the existing functionals. Following this approach, we used D2 method developed by Grimme et al. [53][54][55] Part 2. Silica-Supported Catalysts Supported catalysts have been used extensively for heterogeneous catalysis reactions; Munnik 56 reviewed the development in their synthesis methods. Due to its distinct structure, it was claimed that SBA-15 would provide a good catalyst support. While mesopores act as channels for the reactants and products diffusion, micropores in the wall act as active sites for reactions. 57 The SBA-15 silica surface can be easily functionalized, enabling their use as catalyst supports in various applications. 58,59 In this context, the synthesis and functionalization of SBA-15 have been reported for catalytic applications as hydrodesulphurization, 60 esterification, 61 oxidation, 62,63 hydrogenation, 64 C-C coupling, 65 hydrodeoxygenation reactions, 66,67 catalytic reforming, 68 biorefinery production, 69 and biodiesel production. 66,70 Recently, various studies reviewed the use of metals and metal oxides for heterogeneous catalysis applications. [71][72][73][74][75] The deposition of metals and metal oxides on mesoporous silica support, in addition to the metal-silica interactions and the effect of the silica structural properties have been discussed, in order to improve their catalytic performance. [76][77][78][79][80][81][82][83] SBA-15-supported metallic materials have been synthesized using various methods and tested as catalysts. 84-91

Synthesis of SBA-15 Silica Material

The silica material SBA-15 is prepared by hydrothermal sol-gel synthesis following the soft templating strategy corporative self-assembly (CSA) mechanism using the non-ionic pluronic ® P123 as directing agent (template). 92 The P123 is a polyethylene (PEO)/polypropylene (PPO) block copolymer, PEO-PPO-PEO, where the PEO blocks are hydrophilic and PPO blocks are hydrophobic. Thus, the PEO-PPO-PEO surfactant self-assembles spontaneously in spherical micelles above its critical micellar concentration (CMC). During the cooperative formation mechanism of the hybrid sol-gel, the silica precursors condensation occurs driving the selfassembly of the micelles into micellar cylinders hexagonally packed which is like a liquid crystal phase. The silica precursor polymerization takes place around those micelles. A mesoporous silica material with a hexagonally packed pore channels is obtained by removing the P123 template.

Some microporosity is also generated by PEO segments. 93,94 The Figure 2.2.1 is a summary of the most common procedure and conditions used to synthesize a SBA-15 material. [95][96][START_REF] Ojeda-López | SBA-15 Materials: Calcination Temperature Influence on Textural Properties and Total Silanol Ratio[END_REF][START_REF] Ertan | Effect of Synthesis Time and Treatment on Porosity of Mesoporous Silica Materials[END_REF][START_REF] Zhao | Morphological Control of Highly Ordered Mesoporous Silica SBA-15[END_REF] 

Synthesis of Supported Metal Catalysts

2.2.2.a Chemical impregnation

This traditional method consists on wetting a post-synthesized solid support in a solution containing the metal precursor. Firstly, the metal salt precursor is dissolved in the minimum amount of solvent, and then the salt solution is kneaded with the silica support forming a thick paste. The solvent is removed using a rotary evaporator and the solid is dried, calcined and reduced giving the catalyst. 100 The synthesis of magnetic Fe-SBA-15 mesoporous silica molecular sieves using this method have been investigated by Huang et al. 101 in 2010.

2.2.2.b Co-precipitation

This method consist on the precipitation of the metal precursor during the synthesis of the silica support enabling the deposition of metal nanoparticles on the mesoporous silica structure. 100,102 Following this method, Liu et al. 103 proved that silver nanoparticles (of 3.5 nm) are relatively well dispersed on the silica surface, which improve their catalytic performance, compared to larger nanoparticles (15-18 nm) unevenly dispersed prepared by the impregnation method. A highly ordered Fe-SBA-15 mesoporous material have been elaborated via the direct hydrothermal synthesis following the co-precipitation method by Li et al. 104

2.2.2.c Deposition-precipitation

Haruta et al. 105 reported a method that involves the adjustment of the pH of the dissolved metal precursor, in order to reach complete deposition of the metal hydroxide on the support surface. The metal hydroxide is then calcined and reduced to give the metal nanoparticles. 106 This method suffers from particles agglomeration, which lead to the formation of a wide size range of nondispersed nanoparticles. 107 Recently, Shi et al. 108 applied this method using urea as solvent to

Template Removal

Centrifuging, filtering, washing, drying calcination, solvent extraction, wave digestion Hydrothermal Synthesis Conventional heating at 80-100⁰C for 0.5-3 hrs Microwave heating at 100⁰C for 15-120 mins

Aging

Add silicate source (TEOS, TMOS...)

Aging at 40⁰C for 24 hrs.

Micelles Formation

Dissolving the P123 in a HCl solution HCl solution acidity adjust the pH over the heating, in order to synthetize bimetallic Fe-Ni nanoparticle catalysts supported on silica surface.

2.2.2.d Microemulsions

The solid support is impregnated with a microemulsion containing a dissolved metal salt precursor in the water phase. This strategy enables to obtain a more controllable distribution of metal nanoparticles due to the restricted location of a limited amount of metal ions that interact with the support in the aqueous phase. 109,110

2.2.2.e Other methods

Researchers reported other chemical methods for the synthesis of supported metal nanoparticle catalysts as the photochemical deposition, the chemical vapor deposition, the electrochemical deposition, and the ion-exchange reduction that involves the adsorption of metal ions on the support surface followed by the reduction of those ions into metal nanoparticles. In addition to those methods, various physical and physicochemical routes have been investigated as the sonochemical deposition via ultrasonic radiation, microwave irradiation deposition, the vaporization and deposition via pulsed laser ablation, the plasma deposition, the sonoelectrochemical deposition that combines the use of ultrasound waves and electrochemistry, and the flame spray pyrolysis. 102

Synthesis of Single Atom Catalysts (SACs) using Metallosurfactants Templates

2.2.3.a Reminders on SACs

The modern synthesis methods of single atom catalysts opened the frontiers for designing new catalysts with higher activities, selectivities, and stabilities. 111 Isolated single metal atom catalysts anchored on supports maximize the usage efficiency of metal atoms as catalytic active sites. 112 Different methods have been reported for the synthesis of SACs such as the wet impregnation method for the synthesis of FeOx-supported platinum catalysts for CO oxidation reaction, 113 the atomic layer deposition for the synthesis of graphene-supported platinum catalysts for methanol oxidation reaction, 114 the photochemical impregnation method for the synthesis of TiO2-supported palladium catalysts for the hydrogenation of benzaldehyde, 115 the high temperature atom trapping method for the synthesis of Nb/graphene for the cathodic oxygen reduction reaction, 116 

2.2.3.b SACs using metallosurfactant templates

Few researches treated the synthesis of metallic silica-supported catalysts using metallosurfactants as templates for the structuration of the silica framework. [119][120][121] Using this method, studies proved the ability to obtain uniformly sized well-dispersed metal nanoparticles on silica support providing a better activity than those prepared using conventional impregnation methods. 103,120,121 King et al. 120,121 prepared mesoporous silicates containing metallic and bimetallic nanoparticles (Fe, Co, Cr, PtCo) having magnetic properties. They prepared the catalyst by the sol-gel synthesis through the liquid crystal templating using the C12EO8 surfactant as templates. Following this synthesis strategy too, Liu et al. 103 elaborated a mesoporous silica with isolated silver nanoparticles anchored in the framework. This catalyst gave 100% conversion for CO oxidation reaction, which is higher than that obtained using noble metal catalysts. The average size of silver nanoparticles is around 4 nm, four times smaller than that obtained for catalysts synthesized by the simple impregnation method (17 nm), which gives a better catalytic performance. However, none of the previous studies was able to obtain catalysts having isolated metal atoms following the templating method.

Chap.2 Theoretical and Experimental Methods

Part 3. Hydrodeoxygenation Process

Different studies treated the lignocellulosic biomass valorization through the hydrodeoxygenation reaction of the lignin-derived bio-oils. Figure 2.3.1 describes the process scheme followed to achieve this purpose starting from lignin extraction followed by the pyrolysis process and ending with the HDO reaction and products recuperation. In this section, we describe the HDO system and the characterization techniques used in catalytic conversion tests. 

Introduction

The HDO system, used for guaiacol (as a model molecule of bio-oils) 122 catalytic conversion in order to test the catalytic performance of the synthetized materials, is presented in This system and experimental conditions applied are similar to those used by Olcese et al. 123 for Fe@SiO2 catalysts. As the system was re-installed completely, a detailed description of the work done, installations, and equipment calibration will be given in Chapter 5. The main advantage of our system comparing to that used by Olcese et al. 123 is the installation of an online mass spectrometer on the outgoing flow of the reactor, which allow following qualitatively the products with respect to time, and predicting the possible mechanisms and catalyst deactivation time.

Principally, the gas-phase HDO reaction was performed in a fixed-bed U-type reactor, where liquid guaiacol was injected by syringe through a septum into the gas flow line (argon or nitrogen). The injection and the total flow rate were fixed in order to obtain a guaiacol vol% of 0.5%. This low percentage inhibit the guaiacol condensation in the flow line, which heated at 220 ⁰C. The reactor was heated by a rounded oven, symmetrically placed and well isolated to reduce temperature loss between them. The flow going out from the reactor was also heated at 220 ⁰C to prevent condensation of remaining unreacted guaiacol or heavy molecules. A small portion of the outgoing flow (< 1%) was injected through an online mass spectrometer in order to follow the reaction qualitatively with time, while the remaining quantity is passed through impingers (bullers) to condensate large molecules. Those molecules are later quantified by a gas chromatography mass spectrometer GCMS using an internal etalon. The outgoing flow from impingers, containing small non-condensed molecules, is then injected through an online gas chromatography μGC to analyze and quantify them. 
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Characterization Techniques

2.3.2.a Gas chromatography μGC

The outlet flux from the reactor was connected to two impingers filled with methanol; the first is cooled with glass (273 K) and then second with a liquid nitrogen/2-isopropanol solution (233 K) in order to protect the μGC from condensable heavy products. A μGC-Varian 490, with four modules, was installed on the output of the impingers in order to analyze online quantitatively the concentration of incondensable gases (methane, ethane, CO, CO2...). It aims also to quantify the quantity of hydrogen consumed during temperature programmed reduction (TPR) measurements.

Gas Injection was performed every 293 seconds. The four modules were composed of two molecular sieves 5A, a PoraPlot U and CP-Wax 52CB columns. The signal was calibrated using various standard calibration bottles from Air Liquide. In order to calculate the molar quantities of gases, data were integrated over the time integral of each injection and added overall the reaction duration. BTX molecules signal was not detected, which ensure their condensation in impingers.

2.3.2.b Mass spectrometer MS

A small amount (< 1mL/min) of the gas flux going out from the reactor, containing unconverted guaiacol and produced products, was injected in an online mass spectrometer (MS, electron impact 70eV) before arriving to the impingers. The mass spectra of different molecules was recorded with respect to time during the HDO reaction (one point every 17 sec), aiming to follow the kinetics of the reaction and to predict the deactivation of the catalyst with time. We followed the signal of the ion current of the m/z values of 94, 81, 78 (and 77), 44, 32, 28, and 18 corresponding to phenol, guaiacol, benzene, CO2, O2, CO (and N2), and water respectively.

2.3.2.c Gas chromatography mass spectrometry GCMS

Impingers, containing each 10 ml of methanol, allow the condensation and recuperation of The relative response factor (RRF) of the three main compounds (guaiacol, phenol, and benzene)

were determined experimentally with various standard solutions. For other compounds (toluene, cresol, xylene…), the response factors on FID were predicted using the Saint Laumer method. 124 Different solutions containing benzene, phenol, and guaiacol were prepared at various concentrations and analyzed by GCMS in order to determine experimentally the RFF values of those components. The ni/netalon (experimental mole number of component i / experimental mole number of 1-tetradecene etalon) ratio is plotted with respect to Ai/Aetalon (corrected area of component i / corrected area of 1-tetraadecene) ratio as showed in Therefore, the relative response factor RRF for benzene is 2.76, that of phenol is 3.75, and that of guaiacol is 3.15.

Those RRF values will be used to quantify the number of mole of products analyzed as they correlate the molar ratio to the area (obtained from GCMS-FID) ratio as follow.
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Hydrodeoxygenation Applications

The content of this chapter is published in the journal of Applied Surface Science (ELSEVIER) devoted for the better understanding of the chemistry and properties of surfaces and interfaces using analytical techniques and/or computational methods. 

Abstract

The upgrading of lignin-derived bio-oils involves a HydroDeOxygenation (HDO) reaction through either the Hydrogenation (Hyd) or the Direct DeOxygenation (DDO) route, the latter limiting hydrogen consumption. Herein, dispersion-corrected DFT has been used to evaluate the adsorption behavior of phenol (as a representative model of bio-oils) and two by-products (water and CO) over various crystalline and amorphous silica surfaces to evaluate their potential selectivity (DDO/ Hyd) and efficiency (low inhibiting effect) for HDO processing. Phenol can adsorb through three modes, flat π-interaction, flat O-interaction or perpendicular O-interaction. All crystalline surfaces show a preference for the flat π-interaction, which is expected to promote the Hyd route. Over amorphous surfaces the flat O-interaction dominates, and a very specific and strong interaction (around -120 kJ/mol) was found on SiO2-3.3 and SiO2-2.0 surfaces where the phenol molecule loses its aromaticity, which is very promising for its degradation under catalytic conditions. In addition, this makes those surfaces very efficient to adsorb selectively phenol in presence of water and CO. Remarkably, on all silica surfaces, the interaction energy of CO is nearly negligible, which makes them more attractive for HDO process compared to sulfide catalysts with respect to the inhibiting effect criteria.

Introduction

Hydrocarbons derived from lignocellulosic biomass have gathered an increasing interest for fuel production as they are respectful of environmental norms on CO2 emissions. [1][2][3] Lignin consists of aryl ether units connected by ether and alkyl bonds, and the cleavage of those bonds yields to monomeric phenols and methoxyphenols. 4 Thus, bio-oils obtained by the pyrolysis of lignin contain a large number of phenolic compounds, up to 30% of the total oxygenated compounds, which represent 45 wt.% of the fraction. The other oxygenates present multiple functions such as aromatics, aldehydes, ketones, esters, acids, and alcohols.

A high oxygen content leads to deleterious properties such as thermal and chemical instability, high viscosity and poor engine efficiency. [5][6][7][8] Those bio-oils can be upgraded by HydroDeOxygenation (HDO), a thermal catalytic reaction under hydrogen pressure, to obtain oxygen-free molecules (aromatics or/and cycloalkanes) and water as the main by-product. It appears that phenolic compounds like guaiacol and alkylphenols are the most refractory compounds to the HDO process. 9 Therefore, in addition to studies devoted to the HDO of real feeds, [10][11][12][13] the majority of research efforts are dedicated to the catalytic conversion of phenolic model molecules 14 such guaiacol and its derivates. [15][16][17][18][19] Beside experimental studies, Density Functional Theory (DFT) calculations were used also to study the adsorption of oxygenated compounds and the competition of inhibiting molecules on catalytic sites present under HDO conditions. [20][21][22][23][24][25] These experimental and theoretical studies have shown that phenolic compounds follow two main deoxygenation routes: (i) the hydrogenation route (Hyd), which consists of the hydrogenation of the benzene ring into cyclohexyl before C-O bond cleavage or (ii) the direct deoxygenation (DDO) route where the C-O bond is directly broken, which limits the consumption of hydrogen. [14][15][16]26,27 Excessive hydrogen consumption during the HDO reaction via the Hyd route increases the operating costs. Those costs are due to the use of large H2 storage and pressurizing equipment, in addition to high H2 and electricity consumption. 13 Therefore, the development of catalysts that enhance the DDO pathway is actively sought. Besides being selective towards the DDO pathway, a suitable HDO catalyst must meet other criteria such as a high activity, a good stability (i.e. no or limited deactivation), resistance to the inhibiting effect of the by-products, H2O 28,29 and CO, 26,30 and sustainability for environmental purposes.

Several catalysts and supports have been investigated extensively experimentally and theoretically in this field, including sulfides and metals. [11][12][13][14]19,[27][28][29][30][31][32][33] Conventional sulfides CoMo and NiMo catalysts show promising performances following the DDO route. 5,16,27 However, their main drawback is the necessity to add H2S in the feed to prevent catalyst oxidation. 21,34,35 In addition, H2S can poison the active sites leading to a strong deactivation of the catalysts. 26,28,35 Sulfide Chap. 3 Atomistic Description of Phenol, CO and H2O Adsorption over Crystalline and Amorphous Silica Surfaces for Hydrodeoxygenation Applications 54 catalysts are also sensitive to water 29 and carbon monoxide 26,30 under HDO conditions. Noble metals showed a high activity but are expensive and have a low selectivity toward aromatics. 13,19,33 Olcese et al. 18,36,37 studied the competition between DDO and Hyd routes using non-noble metals (Fe and Co) and showed that Fe/SiO2 presents an interesting selectivity toward the DDO pathway. They proposed that the metallic reduced iron particles promote the dissociation of H2, and then the H atoms react with the phenolic molecules adsorbed on the silanol groups of the silica surface. 36 The adsorption mechanisms of phenolic bio-oil molecules on different supports were studied by Popov et al., 38 showing that silica is more suitable for this purpose compared to alumina and silicaalumina supports.

Several DFT and combined DFT/experimental studies were done by Badawi et al. [20][21][22]30 in order to study the adsorption of oxygenated bio-oils and inhibiting competitive molecules (H2S, water, and CO) over MoS2 and CoMoS catalysts under HDO conditions. Those studies enlightened the main reason of the deficiency and deactivation of sulfided catalysts which is the very high competitive adsorption of water and CO. Using Density Functional Theory at finite temperature, Mian et al. 39 investigated the adsorption of catechol on the hydrophilic (001) cristobalite silica surface, having geminal silanol sites, in presence of competitive water molecules, and they concluded that catechol molecules displace preadsorbed water molecules and adsorb on the surface with a binding energy of -96 kJ/mol. Simonetti et al. 40 admitted the nomination of "parallel" and "perpendicular" when examining the adsorption modes of 5-fluorouracil on β-cristobalite surface.

They identified the H-bonding interactions between the molecule and the surface silanols, and proved their effect on stabilizing the molecule on the silica surface. They also discussed the occurrence of π-interaction (between the aromatic ring and the silanol group) in the "parallel" adsorption, 40,41 in accordance with Rimola et al. 42 results on benzene-silanol interactions. Other molecules have been studied showing the importance of the H-bonding interactions, induced by the existence of silanols on the silica surface, in controlling drug delivery. 43,44 Inspired by those previous works in HDO field as well as by similar studies on the adsorption modes during the HydroDeSulfurization HDS of thiophene [45][46][47] we investigated herein two main adsorption modes:

(1) perpendicular O-interaction of phenol (perp O-int) vs (2) flat π-interaction (flat π-int) on silica surface. The phenol perp O-int adsorption mode is expected to favor the DDO route and to produce benzene as a major product, while the phenol flat π-int adsorption mode is expected to favor the Hyd route and to produce cyclohexanol that deoxygenate to give cyclohexane as a major product (see Figure 3.1). Despite the fact that previous studies showed promising performance of silica-supported catalysts in HDO processing, 13,18,19,37,38 the adsorption mechanisms and energies of phenolic molecules and by-products such as H2O and CO over different sites of various possibly used silica surfaces for the HDO application have not been studied yet. Here, the adsorption energies of phenol (as a representative model of bio-oil vapors) and the by-products (water and CO) are computed by DFT calculations over different crystalline and amorphous silica structures in order to identify the most efficient surface that favors perp O-int (therefore expected to promote the DDO route) and bears the lowest inhibiting effect of the by-products. The present study is organized as follows: first, we will present the silica models used in this work, including crystalline surfaces ((111), (101), (001) β-cristobalite, and (001) α-quartz) and amorphous surfaces 48 (with a silanols density ranging from 1.1 to 7.2 OH/nm 2 ). Then, the DFT methods and parameters, and the calculation method of the adsorption energies are described. After, we will present the results of the phenol adsorption following different modes and the potential promotion of the DDO or the Hyd routes attached to each mode. Then, the inhibiting effect of water and CO on the adsorption of phenol over all silica surfaces is interpreted. From those results and experimental conditions, a conclusion is deducted on the most appropriate surface that would promote the DDO route with less competition of inhibiting molecules.
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Materials and Methods

Models of Silica Surfaces

3.2.1.a β-cristobalite surfaces

In order to build our models, we used the bulk geometry of SiO2 that was previously relaxed in the tetragonal 4 ̅ 2 space group. 49,50 Surfaces are modeled by slabs, constructed by cutting the bulk crystal along the (111), ( 101 

3.2.1.c Amorphous surfaces

Amorphous surfaces are notoriously difficult to handle with periodic calculations. Here, we use some of the geometries constructed by Comas-Vives 48 via the dehydroxylation of a fully hydroxylated surface. The amorphous silica structures having a silanols density of 7.2, 5.9, 4.6, 3.3, 2, and 1.1 OH/nm 2 were chosen as a representative sample, and labelled SiO2-7.2, SiO2-5.9, SiO2-4.6, SiO2-3.3, SiO2-2, and SiO2-1.1 respectively. 

Computational Methods

Periodic DFT calculations 53,54 have been performed using the Vienna Ab initio Simulation Package (VASP), 55,56 where the electronic wave functions have been expanded into plane waves up to a 450 eV cut-off energy. The semi-local Perdew-Burke-Ernzerhof (PBE) exchangecorrelation functional in the generalized gradient approximation (GGA) proposed by Perdew et al. 57 was chosen. The projector augmented wave (PAW) method 58,59 was used to describe the electron-ion interactions and the Kohn-Sham equations were solved self-consistently until the energy difference between cycles decreases below 10 -6 eV. A Gaussian smearing of σ = 0.1 eV was applied to band occupations in order to improve the total energy convergence. The atomic positions have been relaxed until all forces were smaller than 0.03 eV/ ̊ per atom. The Γ-point was used for the Brillouin zone integration.

The importance of dispersion forces on DFT calculations for similar adsorption applications where adsorbates are very close to the surface was highlighted by Sun et al. 60 Therefore, Van der Waals (vdW) interactions have been taken into account [61][62][63][64][65] to describe the long-range electron correlation that contributes significantly to the adsorption process. A computationally affordable approach consist in adding a pairwise interatomic C6R -6 term to the DFT energy [66][67][68][69][70][71] . Here, the semi-empirical D2 approach of Grimme 68,69 is adopted. In Annex 1, we will present the effect of dispersion (vdW) forces on the adsorption energies of studied molecules over crystalline surfaces, in order to highlight the importance of taking into account those interactions.

Several sets of DFT calculations have been conducted, the first considers the relaxation of the first layer of the silica structure (with the bottom fixed) and enable us to obtain the energy of pure silica surface E il,DF . The second set enables determining the energies of isolated molecules water, CO, and phenol in the gaseous phase E X,DF (where all atoms are relaxed). The third is a geometrical optimization of the interaction of those molecules on the silica surface, giving E il-X,DF (the molecules and the first silica layer are relaxed). From those energies, we calculate the adsorption energies E ads,DF between molecules and the silica surface as follow.

E ads,DF = E il-X,DF -E il,DF -E X,DF

Results and Discussions

Phenol Adsorption Modes on Silica Surfaces

The type and the number of interacting silanol groups with the phenol molecule affect the adsorption mode. On one hand, the perp O-int adsorption mode, that is expected to promote the DDO route, includes usually the interaction of the oxygen atom of phenol with the hydrogen atom of the silanol group (H-bond acceptor, PhOHHO-Si) and/or the interaction of the hydrogen atom of phenol with the oxygen atom of the silanol group (H-bond donor, PhOHHO-Si). On the other hand, the flat π-int adsorption mode, that would favor the Hyd route, is induced principally by the interaction of the phenol ring with the OH of the silanol group (π-interaction, HO-Ph(π)HO-Si), but it may include the H-bond donor and H-bond acceptor interactions types. The third adsorption mode, flat O-int, is found over amorphous surfaces where the phenol molecule interacts with the surface through its hydroxyl group (H-bond donor or/and acceptor), which would be to the advantage of the DDO route. However, the aromatic ring is parallel to the surface and would be close enough to promote also the Hyd route (Figure 3.5).

Figure 3.5 The possible types of interaction (H-bond donor, H-bond acceptor, and π-interaction) occuring during the adsorption of phenol via the three modes perp O-int, flat π-int, and flat O-int over

silica surfaces. The interaction types and lengths between phenol molecule and silanol groups of different surfaces are presented in Table 3.1. The length of the interaction between the OH group of the phenol and the silanols varies from 1.60 to 2.05 Å depending on the silica surface (density and type of silanols). When comparing the phenol perp O-int with the flat π-int over the [101] β-cristobalite; it appears that the H-bond donor and acceptor interaction types present similar bonding lengths resulting in similar interactions. Another important geometrical parameter is the length of the C-O bond of the phenol molecule, the initial C-O bond length before interaction with silica surfaces being of approximately 1.40 Å. This length decreases to an average of 1.38 Å with no large variation depending on the adsorption mechanism and the silica surface. It is obvious that high adsorption energies correspond to phenol adsorption over silica surfaces having three interactions, while those having two interactions show an energy around -65 kJ/mol, and those with only oneinteraction show lower energy values. phenol structure (loss of its planarity corresponding to a destabilization around 20 kJ/mol compared to the molecule alone), is observed leading to a specific interaction between the aromatic ring and a Si atom of the surface (distance between this Si atom and the carbon γ of 2.28 ̊).

Similar adsorption configurations have been found in the literature for furan 20 and thiophene 45 on MoS2 surfaces, which chemically activate the molecules. The interaction energy of phenol with the nest 1 progressively decreases when the silanol density increases, as the presence of additional silanol group(s) hinder or limit the interaction(s) described above. Finally, the SiO2-1.1 weakly adsorb phenol (around -25 kJ/mol) without favoring any adsorption mode.

Phenol can be more adsorbed on amorphous silica surfaces than crystalline surfaces in general because of the presence of silanol nests on the amorphous surfaces which allows the phenol to interact though several hydrogen bonds, π-ring interaction and Si-C bonds at the same time.

However, when comparing similar sites of both types of surface (namely geminal, vicinal and isolated silanols), we observe higher phenol adsorption energies over crystalline surfaces, to the surrounding environment of the site and the morphology of the structure. For example, the adsorption energy of phenol on the isolated site for all the amorphous surfaces is around -30 kJ/mol, which is much smaller than the one found (-88 kJ/mol) over the [111] β-cristobalite surface (having only isolated silanols). This high value is due to the surrounding isolated silanols over the crystalline surface where the phenol molecule interacts with several isolated silanols, while over the amorphous surface the isolated site is really far from any other silanol.

Regarding the potential consequences on the reactivity of phenol upon HDO conditions, it is hard to conclude on the DDO or HYD selectivity as the flat O-int is the most favorable configuration for almost all amorphous silica surfaces. Only the SiO2-4.6 shows a potential good HDO selectivity as it could favor the DDO route if phenol adsorbs on geminal sites. Further investigations such as the calculation of reaction mechanisms are needed to provide better conclusions, but they are beyond the scope of the present work. Nonetheless, one important feature of materials to be used in HDO processes is their ability to prevent inhibiting effect of by products on the adsorption of reactants, which will be developed in the next section.

Competitive Adsorption of Inhibiting Molecules

The competitive adsorption of inhibiting molecules (water and CO) is one of the main parameters that affect the hydrodeoxygenation process. A comparative histogram of adsorption energy of water, CO, and phenol onto crystalline silica surfaces is presented in Figure 3.9. The interaction energy of CO is low (around -20 kJ/mol) whatever the crystalline surface. As the energy of phenol adsorption is around -90 kJ/mol, the inhibition effect of CO is expected to be negligible. Those

Chap. 3 Atomistic Description of Phenol, CO and H2O Adsorption over Crystalline and Amorphous Silica Surfaces for Hydrodeoxygenation Applications 67 results suggest that silica-based materials are particularly promising for the HDO process comparing to conventional MoS2 and CoMoS catalysts which suffer from a strong competitive adsorption of CO (CO interaction energy over CoMoS 50% M-edge is four times higher than that of phenol, with a value of -160 kJ/mol), in addition to the poisoning effect of H2S. 30 Our computed water adsorption energies are similar to those calculated by Yang et al. 72 The adsorption energies of phenol and inhibiting molecules on various sites of amorphous surfaces are gathered in Table 3.3. As for crystalline surfaces, CO is weakly adsorbed compared to phenol. Indeed, the CO adsorption energy over the more hydroxylated surface (SiO2-7.2) is around -20 kJ/mol, and it is much smaller over other surfaces. The inhibiting effect of water on the adsorption of phenol is expected to be important for the most hydroxylated surfaces (SiO2-7.2 and SiO2-5.9) as the adsorption energy of water can exceed the one of phenol by 50 kJ/mol on some sites (as the isolated silanol). However, the effect of water becomes more and more limited when decreasing the silanol density, in line with the fact that amorphous surfaces having a silanol density larger than 5 OH/nm 2 can be considered hydrophilic (Eads > heat of liquefaction). Over SiO2-4.6, the adsorption energies of water and phenol are similar for every sites except the isolated one where phenol is more adsorbed than water by 22 kJ/mol. Remarkably, the adsorption of phenol is expected to be not impacted by the presence of water on the SiO2-3.3 and SiO2-2.0 surfaces as their nest-1 site can strongly interact with phenol (around -120 kJ/mol), which is much larger than water on the same site (around -50 kJ/mol) or other sites (between -20 and -30 kJ/mol). 

Conclusions

The HydroDeOxygenation (HDO) reaction is a key step in the upgrading of lignin and occurs through either the Hydrogenation (Hyd) or the Direct DeOxygenation (DDO) route, the latter being highly desirable because it limits the hydrogen consumption. The selectivity (DDO route promotion) and the efficiency (low inhibiting effect of by-products) of the HDO reaction are strongly depending on the surface properties of the catalyst. Knowing that the adsorption is the first step of the catalytic mechanism, this study focuses on the adsorption properties of different crystalline and amorphous silica surfaces. The adsorption energies of phenol via three interaction modes (perpendicular O-interaction, flat π-interaction, and flat O-interaction), and inhibitor molecules (water and CO) over silica surfaces are investigated and compared using dispersioncorrected DFT calculations. The flat π-interaction, where the phenol is parallel to the surface and interacts with it through its aromatic ring, dominates over all crystalline surfaces, which would favor the Hyd route. Over amorphous surfaces the flat O-interaction dominates, and a very specific and strong interaction (around -120 kJ/mol) was found on SiO2-3.3 and SiO2-2.0 surfaces where the phenol molecule loses its aromaticity, which is very promising for its degradation under catalytic conditions.

Furthermore, the competitive effect of inhibiting molecules (water and CO) is interpreted. We have shown that CO competition is negligible over all silica surfaces, which make them more attractive than conventional sulfide catalysts in respect with this criterion. The inhibiting effect of water on the adsorption of phenol is expected to be important for the amorphous surfaces having a silanol density higher than 5 OH/ nm 2 . However, the SiO2-3.3 and SiO2-2.0 surfaces exhibit a very weak adsorption of water (and CO) compared to phenol. Our results should motivate the synthesis of amorphous silica having between 2 and 4 OH/nm 2 and further catalytic tests for HDO applications as they could present a highly selective adsorption of phenolic molecules towards by-products H2O and CO.

Chap. 4 Synthesis of Metal@silica Catalysts Part 1. Conventional Synthesis of Catalysts

The silica supported metal catalyst are conventionally prepared by the impregnation of a presynthesized porous silica material in a metal salt solution, under various conditions of metal source, temperature and pH. The variation of physical and chemical conditions aims to control the interactions between metal atoms and the silica surface in order to control the iron imprinting on the support. Thus, to achieve a good impregnation for interesting catalytic properties two methods were tested: (i) the simple impregnation at room temperature, and (ii) the co-precipitation pHcontrolled by the decomposition of urea (DPU) under heating. The catalyst properties are determined mostly by the iron loading and distribution at the silica surface, the morphological state of Fe (atomic or nanoparticles) and the iron oxidation state. In fact, obtaining Fe(II) species, instead of Fe(III), will facilitate the reduction step into metallic iron Fe(0) and therefore reduce the size of metallic nanoparticles formed during this step, which enable to obtain more catalytic active sites.

SBA-15-like Silica Support

The synthesis of the silica support is performed by hydrothermal sol-gel method (see Chap 2.2.1)

under similar conditions of those used for the synthesis of the SBA-15 silica. 1,2 Firstly, a micellar solution is prepared in a round-bottom flask by dissolving 2.5% of Pluronic polymer P123 ® surfactant in 100mL of acidic HCl (1M) solution. The solution is then degassed and defoamed in an ultrasonic bath to remove air bubbles. An amount of 3.75 mL of tetramethyl orthosilicate, TMOS, corresponding to the molar ratio nP123/nTMOS of 0.017, is mixed with the solution at room temperature for 30 minutes. The solution is then transferred into a Teflon bottle of a metallic autoclave and putted in the oven for 24 hours at 40⁰C then for 48 hours at 100⁰C. In order to remove the surfactant to release the porosity in the final silica framework, different ways have been applied resulting in three sort of materials surfactant-free (SBA-15-1SC, SBA-15-3S, and SBA-15-3SC) having some different structural properties.

 SBA-15-1SC: The first way is similar to the standard procedure used for SBA-15 silica. It consists of washing over one day the recovered sol-gel in a Soxhlet extractor with a mixture of 50/50% ethanol/methanol solvent. After the washing and drying, the powder is calcined under airflow. The calcination procedure is as follow: (step 1) the powder is heated from room temperature (TR) to 373K with a rate of 2⁰/min and held for one hour, (step2) heating from 373K to 623K (2⁰/min) and held for one hour, (step 3) heating from 623K to 823K (2⁰/min) and held for three hours, (step 4) cooling overnight to TR.

 SBA-15-3S: This way differs from the first one by time and repetition of the Soxhlet washing. The gel is washed over three successive days instead of one day (the washing solution is renewed every 24 hours) without further calcination step. Then the wet silica material was dried at room temperature under air overnight. This method allow conserving the silanols (OH groups) on the silica surface.  SBA-15-3SC: The third way is similar to the second one, but the silica powder is furthermore calcined. It is applied to remove any remaining surfactant traces and to obtain a comparable material to the first SBA-15-1SC (both calcined) as we observed a modification in the porosity distribution for the SBA-15-3S.

The structural properties of the three synthesized SBA-15-like materials are essential for their use as supports for catalysis applications. Small angle X-ray scattering (SAXS) patterns proved that the meso-porosity of the three silica materials is hexagonally structured (Figure 4.1.1A). In fact, three reflection peaks corresponding to the (100), ( 110) and ( 200) orientations planes of an hexagonal structure characterized by a spacing ratio of 1:√ :2 according to the Bragg law 3 , are visible :

= 2 ℎ ℎ = = . 4 (1) 
The interlayer distance (d100) and the unit cell dimension (a0), which can be determined by applying the following relation corresponding to a hexagonal structure, are collected in Table 4.1.1.

ℎ = 0 √ ℎ 2 + 2 +ℎ (2)
The pore size distribution of those hexagonally structured mesopores are determined form N2 adsorption/desorption isotherms, which allow to investigate the wall thickness by simply subtracting the pore diameter (ØBET) from the unit cell dimension (a0). Both calcined materials (SBA-15-1SC and SBA-15-3SC) exhibit a type IV isotherm with one hysteresis loop, while the SBA-15-3S exhibits a type II isotherm with two desorption branches indicating the coexistence of mesopores with different sizes. Furthermore, for all materials, the first inflection point appears for p/p0 of 0.45, which suggests a small pore size (around 5 nm) according to Kelvin's equation.

However, both 3-times washed materials (SBA-15-3S and SBA-15-3SC) showed a high adsorption for p/p0 between 0.45 and 0.60, which indicates the coexistence of 5 nm pores with larger pores corresponding to higher p/p0 (0.60 < p/p0 < 0.80). While for the SBA-15-1SC, the isotherms for p/p0 between 0.45 and 0.60 are almost negligible which indicates the existence of large pores only (> 5 nm). All those observations are consistent with the pore size distribution determined by the BJH method and showed in Figure 4.1.1C. For SBA-15-1SC silica, a dV/dp value of 0.55 cm 3 •g -1 •nm -1 was obtained for large pores of 7.5 nm, while a negligible value (around 0.08 cm 3 •g -1 •nm -1 ) is obtained for smaller pores (5 nm). For the 3-times washed materials, both small (5 nm) and large (7-8 nm) coexistent with the same percentage. Those materials also showed a lower surface-active area and pore volume than the SBA-15-1SC silica (Table 4. All synthesized silica materials have hexagonally structured mesopores with thick walls (ε ≃ 4 nm), high surface area SBET (around 700 m 2 /g), and large pore volume V0.97. Remarkable, threetimes washed materials showed a bit lower pore volume than the SBA-15-1SC (0.15 cm 3 /g less).

Concluding, the calcined (SBA-15-1SC and SBA-15-3SC) silica materials differ from the noncalcined one (SBA-15-3S) by the silanols density, which can affect the interaction between the iron species and the silica surface during the impregnation step, and therefore the following steps.

The SBA-15-3SC differ from the SBA-15-1SC by its porosity diameter distribution, as it shows two peaks at 5 and 8 nm, which can cause pore blocking during the catalysis.

Synthesis of Fe, Cu and Fe-Cu@silica Catalysts by the Impregnation Method

The three Silica supported metal catalysts, Fe@silica, Cu@silica and Fe-Cu@silica, were prepared following the highly used impregnation method by incipient wettness. 5,6 Usually, a pre-synthesized silica material is immersed in a concentrated solution of metal salt. Thus, in a typical procedure for getting Fe@silica catalysts here studied, each of the three sort of dry silica powder previously described is mixed with a concentrated aqueous solution of iron nitrate nonanhydrate (0.44 g/mL). Then the pasty blend was put under vacuum at room temperature for 3 h, and finally dried for 24 h at 373K in the oven. In order to vary the impregnation conditions each silica support (SBA- A copper catalyst Cu@SBA-15-3SC, containing also 15 wt% of Cu was prepared following the same preparation procedure as for Fe@silica catalysts using the silica support SBA-15-3SC as reference. Thus, 0.92 g of SBA-15-3SC silica were mixed with 0.79 g of copper chloride dissolved in 1.80 mL of deionized water. While a third type of catalyst supporting both Fe and Cu (Fe-Cu@SBA-15-3SC) has been elaborated at a weight loading of 15 and 2.5 wt%, respectively. In that case, the catalyst was obtained by mixing 1.08 g of silica with 0.93 g of iron nitrate and 0.13 g of copper chloride dissolved in 2.40 mL of deionized water.

Finally, before performing the catalytic tests, the three types of catalysts resulting M@SiO2 (where M is Fe, Cu, or Fe-Cu) were grounded and sieved (150-250 μm), and then calcined in the HDO reactor at 773K under nitrogen flow (50 ml/min) for 1 h. Before starting the HDO reaction, the calcinated catalyst was reduced in situ using pure H2 (50 ml/min) by increasing the temperature from TR to 773K (10K/min), and hold it at this temperature for 30 mins. The synthesis of metallic supported catalysts through a co-precipitation method has been also developed. This way of synthesis involved the thermal decomposition of urea (DPU) in order to control the oxidation state of metallic species and therefore facilitate the reduction step to increase the amount of metal active sites. [7][8][9][10][11] Recently, Shi et al. 12 applied this method to synthesize silicasupported bimetallic Fe-Ni catalysts for furfural hydrogenation. This method consists of slow decomposition of urea by heating along the reaction time, which increase the pH of the solution and favor the decomposition-precipitation of the metallic compounds onto the silica support. They studied the effect of the reactants on the oxidation state of the produced metal catalyst, and proved that Fe(II) sulfate source must be selected instead of Fe(III) nitrate source to facilitate the reduction into metallic iron. They also showed that using nickel nitrate as precursor and nitric acid as acidifier will lead to the oxygenation of Fe(II) to Fe(III) upon heating, while using Ni(II) sulfate hexahydrate and sulfuric acid will give a green product indicating the Fe(II) oxidation state. 12 Based on this previous works, SBA-15-3SC has been chosen to elaborate a metal catalyst by the precipitation method. Thus, 0.7 g of dried SBA-15-3SC silica material and 7.57 g of urea (0.84 mol/L) were dissolved with 0.02 mol/L of sulfuric acid (0.16 mL) in a three-necked flask containing 150 mL of deionized water. The mixture is stirred and degased by argon flow bubbling for 2 h to ensure an oxygen-free medium. Then, 3.24 g of iron(II) sulfate heptahydrate (0.14 mol/L) are injected and the suspension is slowly heated to 353K and kept at this temperature for 22 h. This allow the decomposition of urea, which increase the pH of the solution to 5.5 and allow the deposition of Fe(II) species on the silica support. After cooling the solution to room temperature, the solid is recovered by centrifugation, washed with distilled water, and dried under argon flow at TR to prevent the oxidation of Fe(II) species. The resulted green powder, characteristic of Fe(II) content, is stored under argon to preserve the iron catalyst from the undesirable oxidation reaction of Fe(II) in Fe(III). This product, labelled Fe/SBA-15-3SC-DPU, is grounded and sieved (150-250 μm), and then reduced directly in situ without intermediate calcination step. The reduction is done under pure H2 flow (50 ml/min) by increasing the temperature from TR to 773K (10K/min), and hold it at this temperature for 30 mins.

Part 2. via Mixed Micelles

The work presented in this section is particularly focused on the physico-chemical characterization of mixed micelle solutions of CTAF and P123. The later solutions were used as templates in the hydrothermal synthesis of porous silica materials. This strategy was investigated to elaborate in a 'one pot' sol-gel synthesis an iron catalyst supported on porous silica. Thus, in this part of the work, we aim to understand the micellar self-assembly between the two surfactants CTAF/P123 according the mixing ratio for interpreting the textural properties of the silica framework and the iron rate.

Physico-Chemical Characterization of Mixed Micelles Solutions

The metallo-surfactant CTAF for cetyltrimethylammoniumtrichloromonobromoferrate was first synthesized from cetyltrimethylammonium bromide (CTAB) as described by Kim et al. 13 by dissolving equivalent molar amount of iron (III) chloride and CTAB in methanol. Then, the solution was heated to reflux overnight. The solvent was then evaporated and the surfactant was dried in vacuum at 60°C for 4 h.

Then various micellar aqueous solutions mixing CTAF and P123 surfactants are prepared by simply dissolving them together in the appropriate molar ratio (r = CTAF/P123 = 0.1, 0.2, 0.5, 1, 2, 5, and 10) in distilled water under magnetic stirring. Regarding the molar ratios chosen, the approach was to favor the progressive dilution of the CTAF chains in P123 micelles to get a majority of mixed micelles. In order to figure out the effective formation of mixed micelles, several physico-chemical characterizations of routine have been done on the solutions prepared at specific r, such as surface tension measurements to determine the critical micellar concentration (CMC), dynamic light scattering and Zeta potential analysis to distinguish the size of the micelles and their surface potential according to CATF/P123 ratio.

Surface tension -Critical Micellar Concentration

The CMC is determined with a tensiometer able to measure the surface tension ( in mN/m) of a liquid by immersing slowly a dimensionally well define platinum (Pt) plate, in the solution to be analyzed. As shown in The micellar solutions of pure P123, pure CTAF and the mixed CATF/P123 prepared at the defined molar ratio have been measured at controlled temperature of 27°C and measured in the same day.

To do so, the prepared surfactant stock solutions were diluted progressively several times to reach extremely low surfactant concentrations where  should be close to water (72 mN/m). Then, the surface tension of each dilutions has been measured in order to determine the respective CMC according to mixing molar ratios. 14,15 As expected from literature, the DH of pure P123 micelles is centered at 18  2.5nm when taken at full width at half maximum (FWHM) of the size distribution curve. Concerning pure CTAF micelles, the diameter value taken also at FWHM is of 5.5 1.5 nm which is relatively close of the CTAB micelle size known to be 3 nm. 16 The iron counter ion present in the hydrophilic head of the CTAF chain is giving a positive polarity without disturbing the micelle self-assembly compare to CTAB since DH values of both ionic surfactants remained close. In between this two extreme sizes, the micellar diameter of mixed non-ionic/metallo micelles, the size distribution is rather narrow according and the DH is of 12 1.5 nm for low CTAF/P123 ratio (r = 0.1, 0.2, and 0.5). For equimolar amount of CTAF/P123 (r = 1), the micelles size slightly increase to 13 3 nm. Then as the ratio increases (r = 2, 5 and 10), the micellar diameter decreases progressively from 13 to 8.5 2 nm for the CTAF/P123 ratio of 10. According to these results mixing CTAF with P123 decreased dramatically the proportion of pure P123 micelles since the characteristic size peak has disappeared in favor to smaller micelles resulting

Chap. 4 Synthesis of Metal@silica Catalysts 83 from the self-assembly of CTAF and P123 chains. It can be also noticed that the coexistence between mixed and pure CTAF micelles is not distinguee since the size shift to smaller diameter is progressive when CTAF/P123 ratio increases. This means that CTAF chains are mostly participating to the mixed micelles formation. The Zeta potential (ZP) is describing the potential difference between the stationary layer of the dispersion medium attached to the dispersed colloidal particle and the mobile dispersion medium. 17 It is therefore a function of the surface charge of the particle, any adsorbed layer at the interface, and the nature and composition of the surrounding suspension medium. 18 The zeta potential is determined by measuring the electrophoretic particle velocity in an electrical field. During the particle movement the diffuse layer (Figure 4.2.5) is shorn off, hence the particle obtains a charge due to the loss of the counter ions in the diffuse layer this potential at the plane of shear is called the zeta potential. 19 In the case of micelles, the Zeta potential is directly induced by the electric charges spread at water interface due to the orientation of the ionic head of the surfactant to the aqueous phase. The These preliminary characterizations tend to demonstrate that self-assembly between the cationic CTAF and the non-ionic copolymer P123 lead to new mixed micelles in the all range of molar ratio chose. The as formed mixed micelles have their specific CMC, DH and Zeta potential ranging mainly in between the values of the respective pure surfactant micelles.

Small Angle Neutron Scattering (SANS) Experiments

Small angle neutron scattering experiments consist of sending a beam of neutrons through the sample, where those neutron are elastically scattered by nuclear interaction with the nuclei or magnetic momentum interaction with unpaired electrons. 20,21 This method enable to investigate the structure at the nanoscale (1-1000nm) with a high sensitivity, possibility of isotopes labelling, and strong scattering by magnetic moments. 22 Being a nuclear property, the nuclear scattering amplitude can be considerably different between isotopes of some chemical species. Therefore, due to the large difference between the neutron scattering lengths of hydrogen and deuterium, the latter can be used as a phase contrast for hydrogen-containing materials. 23 Different researchers used this technique to investigate the structure of micellar solutions in order to determine the size and shapes of micelles and the interaction between them. [24][25][26][27] SANS experiments have been performed on a variety of surfactant types as conventional, 28 mixed, 29 block co-polymers, 30 Gemini, 31 and multi-headed. 32 Inspired by a previous SANS study on metallosurfactant vesicles, 33 we performed SANS experiments using the ISIS neutron source at STFC Rutherford Appleton laboratory in order to probe the structural properties of the mixed of CTAF/P123. For this purpose, micellar solutions at the specific r where prepared in three different concentrations in D2O as a solvent. An identical series of solutions have also been prepared by mixing CTAB and P123 at the molar ratio r previously defined, for comparison. The solutions where analyzed in banjo type quartz cuvettes with a light path of 1 mm or 2 mm depending on the concentration. Moreover, solutions of mixed micelles prepared from head-deuterated metallosurfactants CTAFd ( 9Deuterium atoms by polar head) and P123 were also analyzed, which aim to understand the structuration of the micelles. The features of the self-assemblies (structure, shape, size) are expected to affect the properties of the textural properties of Fe@silica materials and therefore understanding the influence of iron content on the properties of the micelles are of paramount importance for the design of the porous ferrisilicate catalysts. According to literature, a spherical form factor leads to an Rg/Rh ratio of 0,775. However, one can notice from Figure 4.2.8 that the Rg/Rh calculated for the sample set P123/CTAF varies from 0.65 for pure P123 micelles to a maximum of around 1.0 and then the ratio drops dramatically to 0.43 before rising again to the value of 0.785 for the solution of pure CTAF micelles. An increase of the Rg/Rh ratio value could mean that the micelles are becoming elongated when molecular amount of P123 is decreasing. This specific transition is also present for the sample prepared with deuterated CTAF (P1Fd2). However, it disappears when analyzed at 40°C (see Figure 4.2.9). The molar ratio r, between 1 and 0.5 seems to be a self-assembly transition at room temperature and this is being interpreted out of the data fitting results that are under interpretation. These preliminary results seem to indicate that the mixed micelles shape varies with the CTAF/P123 molar ratio, but this has to be refined by the fitting shape modeling.

The Figure 4.2.11A is the plot of the percentage of c 5/2 high spin parameter determined by the Brillouin fitting applied to the magnetization signal obtained for the pure CTAF and all mixed micelles (except P5F1 and P10F1). It can be seen that the percentage of c 5/2 is higher than 80% which means that iron species are involved in the micelles. A sudden decrease of c 5/2 from 0.8 to 0.2 is observed for P5F1 micelles, while c 5/2 proportion is zero for P10F1. This indicates that for P10F1 micelles are similar to P123 micelles, and that the metallosurfactant did not incorporate in the micellar structure but probably the surfactant chains are dispersed in water. The absolute value of also determined from the Brillouin function fitting, represents the interactions between high spin Fe species. The  values have been also plotted according to the CTAF/P123 molar ratio as shown on Figure 4.2.11B. The data reveal that the interaction between the high spin decreases as the amount P123 increases in the micelles. This observation can be explained by the fact that the number of first CTAF neighbors are gradually distant by P123 chains as the mixed micelles are being formed. However, the value of  never reach zero, which means that the CTAF is not dispersed completely as individual chains in the mixed micelles but probably more as aggregated chains. The minimum absolute value of is obtained for P1F2 micelles, therefore suggesting the best dispersion and interaction between non-ionic P123 and metallic CTAF surfactants for those micelles.

Conclusions

The characterization of mixed non-ionic/metallo (P123/CTAF) micellar solutions are performed in order to understand the structuration of those micelles. This allow determining their effect, as templates for the sol-gel process, on the structural properties of the framework of the silicasupported iron catalysts. Routine characterization enable to determine the critical micellar
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Chap. 4 Synthesis of Metal@silica Catalysts 91 concentration (CMC), the hydrodynamic diameter (Dh) and the zeta potential (ZP) of those micelles that confirms the structural dependence as function of the CTAF added, where the Dh decreases and the ZP increases as the CTAF/P123 molar ratio increases. Small angle neutron scattering (SANS) measurements confirm that the shape of the mixed micelles deviate from spherical shape found for pure P123 and CTAF micelles, however additional fitting shape modeling is required in order to determine their exact shape. Preliminary models show that the spherical shape become ellipsoidal as we add CTAF until an extent where it return spherical when we approach from pure CTAF micelles. Magnetic measurements allow to determine the percentage of high spin Fe 3+ species and the interactions between them, which can help to locate them in the micelles and therefore determine their dispersion on the silica mesopores.

Part 3. Imprinting Isolated Single Iron Atoms onto Mesoporous Silica by Templating with Metallosurfactants

The content of this chapter is submitted to the journal "Chemistry of materials (ACS)" devoted for chemical engineering and materials science researches. It is specialized for studies focusing on the development of materials with useful optical, electrical, mechanical, magnetic and catalytic properties from design and synthesis to applications. 

Abstract

One of the main drawbacks of metal-supported materials, traditionally prepared by the impregnation of metal salts onto pre-synthesized porous supports, is the formation of large and unevenly dispersed particles. Generally, the larger are the particles, the smaller is the number of catalytic sites. Maximum atom exposure can be reached within single-atom materials, which appear therefore as the next generation of porous catalysts. Herein, we designed single iron atomsupported silica materials through the sol-gel hydrothermal treatment using mixtures of a nonionic (pluronic P123) and a metallosurfactant (cetyltrimethylammoniumtrichloromonobromoferrate, CTAF) as porogens. The ratio between the Pluronic P123 and the CTAF enables the control the silica structural and textural properties. More important, CTAF acts as an iron source, which amount could be simply tuned by varying the nonionic/metallo surfactants molar ratio. The fine distribution of iron atoms onto the silica mesopores results from the iron distribution within the mixed micelles, which are serving as templates for the polymerization of silica matrix. Several characterization methods were used to determine the structural and textural properties of the silica material (XRD, N2 sorption isotherms and TEM) and the homogeneous distribution and lack of clustering of iron atoms in the resulting materials (elemental analysis, Squid, PDF, Mas-NMR and TEM mapping). The oxidation state of singleiron atoms determined experimentally were confirmed by DFT calculations. This strategy might found straightforward applications in preparing versatile single atom catalysts, with improved efficiency compared to nanosized ones.

Introduction

Increasing the number of active sites of a material in order to enhance its catalytic activity is a continuous challenge. [35][36][37] . This is commonly addressed by increasing the surface of catalytic particles and thus by decreasing their size. The most promising catalysts with the lowest size limit and thus, the highest atom efficiency are considered isolated single atom catalysts (SACs). [38][39][40][41][42][43][44] .

Several studies already demonstrated the efficiency of SACs compared to nanosized catalysts. For instance, in the water gas shift reaction 45 catalyzed by Ir1/FeOx, single atoms promoted more than 70% of the catalytic activity, while subnano clusters and nanoparticles accounted for less than 30%. Pt-based SAC also proved to have high activity for the CO oxidation reaction. 46,47 This was correlated with the existence of vacant 5d orbitals of Pt ion atoms, which reduce both the CO adsorption energy and the reaction activation barriers. 47,48 Also Au-based SAC dispersed on FeOx nanocrystallites showed higher stability and sintering resistance compared to conventional gold nanostructures. 49,50 Liu et al. 51 succeeded to synthetize Pd/TiO2 SACs, having nine times higher activity for C=C bond hydrogenation reaction than commercial Pd catalysts.

The main advancement of the SAC strategy was to reach similar or better catalytic activity with non-precious metal catalysts compared to expensive noble metals. [52][53][54][55][56] Thus, Pt catalysts could be replaced with Co 52 or Fe 53 -based SACs in the oxygen reduction reaction (ORR). The latest actually outperformed all ORR's reported catalysts to date, including commercial Pt/C.

Despite the recent progress in this topic, one important challenge remains the preparation of SACs, with a tuned porosity and a controlled metal loading, while preventing agglomeration and migration of isolated atoms. 51,57 Herein, we show for the first time that micelles of ferrosurfactants can act as both porogen of the silica framework and as fine imprinters of iron atoms at the surface of mesopores, leading thus to the formation of mesoporous silica-supported isolated single iron atom catalysts (Fe/SiO2 SACs). The interest in such catalysts come from their wide applications as bifunctional metal-acidic catalysts for biomass upgrading, 6 syngas production, 58 Fisher-Tropsch synthesis, [59][60][61] Friedel-Craft alkylation, 62 or oxidation reactions. [63][64][65][66] Common synthesis methods of Fe@SiO2 involve either the salt impregnation of a pre-synthetized silica support with an iron salt solution 5 or the co-precipitation method. 67 But, those routes suffer from the formation of large nanoparticles aggregates and the interference of metal precursors during the polycondensation of the silica framework. Campelo et al. 68 compared different synthesis methods and showed that the co-precipitation of silica and metal precursors directed by the hydrothermal sol-gel synthesis gives a better dispersion of metal species on the silica surface than the salt impregnation of a pre-synthetized silica support. However, the metal precursors interfere with the polycondensation of the silica framework, resulting to undesirable altered structural morphology. 69 Improvement of nanoparticles distribution in a mesoporous silica matrix could be reached by using self-assembled surfactants phases, such as micelles or liquid crystal. 70- 72 Among them, our group reported ferrosurfactants able to form either micelles, 13 vesicles 33 or to stabilize solid lipid nanoparticles. The latest, dispersed in a micellar solution of a non-ionic surfactant, P123, could lead to highly dispersed iron oxide nanoparticles within a mesoporousmacroporous silica matrix. The ferrosurfactant acted as the only source of iron and thus triggered the formation of nanoparticles within the macropores. 73 More recently, Yang et al. 54 also proposed a non-ionic surfactant (F127 ® )-assisted method for single iron atoms catalyst synthesis enabling the dispersion of iron species and therefore exhibiting a higher catalytic activity for ORR application.

Motivated by these pioneer works, the present study aims to elaborate mesoporous silica materials with supported isolated single iron atoms, Fe@silica SACs, through the sol-gel self-assembling mechanism from mixed micelles of non-ionic and metallo-surfactants. The non-ionic surfactant template (here the Pluronic P123 ® ) was chosen to control the structural and textural properties of the silica framework (high surface-active area, pore volume, pore size) as it was demonstrated by XRD and N2 sorption isotherms. More important, the metallosurfactant allows controlling the iron loading and the homogeneous distribution of iron atoms and lack of clustering as it was demonstrated by elemental analysis, STEM mapping, Pair Distribution Function (PDF) analysis, Mas-NMR and Squid measurements.

Materials and Methods

Chemicals

Tetramethylorthosilicate (TMOS), Pluronic® P123, and hexadecyltrimethylammonium bromide (CTAB) were purchased from Sigma-Aldrich. Iron-(III) chloride (FeCl3) was purchased from Alfa Aesar. All reagents were used without further purification. Cetylrimethylammoniumtrichloromonobromoferrate (CTAF, C16H33N(CH3) 3+ , FeCl3Br -) was synthesized as previously reported. 13,33,73 

Preparation of Silica Materials

Silica materials were prepared by sol-gel process, through the cooperative templating mechanism, from micellar solutions of P123 (Mw = 5800 g•mol -1 ) and CTAF (Mw = 465.55 g•mol -1 ), and TMOS (Mw = 152.22 g•mol -1 ) as inorganic precursor. The micellar solutions were prepared by adding 200 mg of P123 and an appropriate amount of CTAF (18, 36, 90, 181 mg) in 10 mL of 1M HCl, to reach the CTAF/P123 molar ratio r of 1, 2, 5 and 10, respectively. In a typical procedure, 310 mg of TMOS were added into those micellar solutions to obtain a P123/TMOS molar ratio of 0.017.

The mixture was stirred at room temperature for 30 min before being transferred into a Teflon bottle and placed in a stainless-steel autoclave at 373 K for 48 h. The resulting hybrid product is then filtered through a paper filter on a funnel, and dried in the air for 24 h. The surfactant can be removed by Soxhlet extraction with ethanol to afford pristine silica (P@SiO2(r)) or by calcination, to remove the organic part and to afford ferrisilicates (Fe@SiO2(r)). The programming of the calcination procedure was set as follow: (step 1) increasing temperature from room temperature (RT) to 373 K (2°•min -1 ) and held for 1 h, (step 2) heating ramp from the 373 K to 623 K (2°•min - 1 ) and held for 1 h, and (step 3) heating ramp from 623 K to 823 K (2°•min -1 ) and held for 3 h. The yield of the sol-gel process was of 80% while the one of the iron loading yield in ferrisilicates was evaluated to 25%, except for Fe@SiO2(10), of only 7%.

Characterization Methods a) Nitrogen sorption measurements

The textural properties of the synthesized materials after calcination are determined from the nitrogen adsorption/desorption isotherms obtained at 77 K (p/p0 increasing from 0 to 0.99 and decreasing from 0.99 to 0.10) using an automatic Micromeritics ASAP 2020 instrument. The specific surface was determined using two methods, the BET method 74 and the 2D-NLDFT method. 75 The total pore volume is determined from the nitrogen adsorption at a relative pressure of 0.97, while the meso-pore volume Vmeso is calculated by the difference between the total pore volume and the micro-pore volume calculated using the 2D-NLDFT method and the Dubinin Radushkevich DR method. 76 The pores size distributions are computed using the corrected BJH-KJS method. 77

b) X-ray diffraction

The measurements were performed using a Panalytical X'Pert Pro diffractometer equipped with a Cu tube, a Ge (111) incident-beam monochromator (λ=1.5406̊) and an X'Celerator detector.

Small-angle X-ray scattering (SAXS) measurements were collected using 0.02 rad Soller slits, 1/16° fixed divergence and anti-scatter slits. The X'Celerator detector was used as "scanning line detector (1D)" with 0.518° active length. Data collection was carried out in the scattering angle range 0.8-12° with a 0.0167° step over 60 min.

c) Elemental analysis

Si and Fe chemical analysis were performed using an Inductively Coupled Plasma Atomic Emission Spectroscopy (ICP-AES) at the Petrographic and Geochemical Research Center -CRPG UMR 7358 CNRS-UL, 54500 Vandoeuvre-lès-Nancy, France.

d) Spectroscopic measurements (ATR and UV-Vis)

ATR-IR spectra were collected using a Lambda 1050 UV/vis/NIR spectrophotometer (UltraViolet/VISible/Near InfraRed PerkinElmer device) with a diamond ATR crystal. The software used for collecting and viewing spectra was the PerkinElmer UV WinLab. Each absorbance spectrum was obtained by accumulation of 32 scans at 4.0 cm -1 resolution using a clean ATR crystal exposed to the ambient atmosphere as a background. The spectra were collected for powdered samples with background corrections, and were plotted without further corrections.

Diffuse reflectance spectra of powder samples were recorded at room temperature in the 200-650 nm range using a UV-visible-NIR spectrometer (Varian Cary 5000) equipped with an integrating sphere attachment.

e) Transmission electron microscopy and elemental cartography

Transmission electron microscopy (TEM) analyses were performed using a JEOL 2100 F electron microscope operating at 200 kV equipped with a probe Cs corrector. The "HAADF-STEM" images were acquired in scanning TEM (STEM) using a high angle annular dark field detector (HAADF). The elemental maps were acquired by Energy Dispersive X-Ray (EDX) Spectroscopy in STEM mode using a JEOL Silicon Drift Detector (DrySD60GV: sensor size 60 mm 2 ) with a solid angle of approximately 0.5 sr.

f) Total scattering X-ray measurements and PDF analysis

The total scattering X-ray measurements were performed at the High energy Beamline for Buriedinterface Structures and Materials Processing ID31 of the European Synchrotron Radiation Facility (ESRF). The data-sets were collected using a large area, high energy single-photon counting detector, Pilatus3 2M CdTe and a high energy monochromatic beam (68.5 keV, λ= 0.18099 Å).

Sample powder was loaded into a 1 mm diameter kapton capillary. The raw two-dimensional data sets were azimuthally integrated and converted to one-dimensional intensity versus 2θ using PyFAI software package. 78 We note here that the total scattering measurements have been conducted under the same experimental conditions for all the studied samples (Fe@SiO2(1), Fe@SiO2(2), Fe@SiO2(5) and Fe@SiO2( 10)). The collected data were then corrected for experimental effects (absorption, multiple scattering, polarization, Compton scattering and Laue diffuse scattering) and the scattering signal from the air and the experimental set up was measured independently under the exact same conditions as the samples and subtracted as a background in the data reduction procedure. The data were truncated at a finite maximum value of Qmax=18 Å -1 beyond which the signal-to-noise ratio became unfavorable. All the differential experimental atomic pair distribution functions (d-PDF) were obtained by using the PDFgetX3 program 79 and following the procedure we reported earlier. 80,81 g) Solid-state nuclear magnetic resonance Solid-State NMR spectra were acquired on a DSX 500 Bruker spectrometer with a magnetic field of 11.7 T at 600 MHz. Bruker Magic Angle Spinner MAS probes of 4 and 2.5 mm rotor diameter were used for the experiment. 29 Si and 1 H spectra are recorded at 300K using High Power Decoupling HPDec pulse program with MAS frequencies of 12.5 kHz.

h) Magnetic measurements

Magnetic measurements were performed with a SQUID-VSM magnetometer (from Quantum Design) used in the dc-mode, which allows measuring magnetic moments up to 10 -8 emu. Samples are introduced in a gelatin capsule placed in a plastic straw and studied at both temperatures (2 and 300 K) and both field (0 and 7 T) dependences of magnetization.

i) Density functional theory calculations

Periodic spin polarized density functional theory (DFT) calculations were performed using the VASP package 82 by means of the projector augmented wave (PAW) method. 83 The GGA+U [84][85][86] method was used for the exchange and correlation potential, in order to take into account the strong electron-electron interaction due to the iron localized open d shell. The values of the parameters U and J were set to 3 eV and 0.9 eV, respectively. 87 Dispersion effects were considered by means of the DFT-D2 correction by Grimme et al., 88 as implemented in VASP. 89 In this work, we investigated the interaction between a single iron atom and amorphous silicasurfaces, considering three different silanol densities: 7.2, 4.6 and 3.3 OH/nm 2 . 90,91 The fully hydroxylated surface (SiO2-7.2) was represented by a supercell containing 402 atoms, and for SiO2-4.6 and SiO2-3.3, 384 and 375 atoms, respectively. In all the cases, the periodically repeated slabs were separated by more than 20 Å of vacuum in the z direction. A plane-wave basis set with a kinetic energy cutoff of 450 eV was used to ensure the convergence of our calculations. Due to the large size of the supercell, only the Γ point was used to sample the Brillouin zone. The total energy converged to within 10 -6 eV. For the atomic relaxation, the single iron atom and the atoms of the first layer of the silica-surface were relaxed by nullifying the forces on the atoms with a precision of 0.03 eV/Å and the other layers were kept fixed.

Results and Discussions

Synthesis of Silica Materials

Silica materials were prepared through the self-assembling mechanism (Figure 4.3.1) by adding a silica precursor (tetramethoxylsilane, TMOS) to a mixed micellar solution of a non-ionic surfactant, the Pluronic P123, and a metallosurfactant, CTAF, at various molar ratio, r (of 1, 2, 5, The hydrothermal reaction conditions are similar to the one used communally for the synthesis of SBA-15 (hydrothermal treatment under acidic catalysis, 1M HCl, for 48 h at 373 K). 1,2 Indeed, under these reaction conditions and in the absence of CTAF, the pristine material exhibit hexagonally ordered mesopores of around 8 nm diameter and a surface area and pore volume of 846 m 2 •g -1 and of 0.984 cm 3 •g -1 , respectively, as it was determined from XRD and N2 adsorption measurements (Annex 2). These values are in agreement with a typical SBA-15 silica material. 2 By adding CTAF, mixed micelles are formed which affect both the mesostructure and the textural properties of the resulting materials, as reported in Table 4.3.1. From the XRD data (Figure 4.3.2A), it can be first seen that the mesopore ordering of the materials is decreasing with the increase of CTAF content. At low r values (r= 1 and 2), the materials exhibit three reflection peaks located respectively at 9.4, 5.5 and 4.7 nm for Fe@SiO2(1) and at 8.2, 4.9, and 4.4 nm for Fe@SiO2(2). Their relative positions are 1, √ and 2, which can be attributed to the (100), ( 110) and ( 200) reflections of a hexagonal structure. According to Bragg's law, the unit cell dimension (a0) can be calculated and was found to be equal to 10.9 nm for Fe@SiO2(1) and 9.5 nm for Fe@SiO2(2). This decrease of the cell unit could be due to the silica wall thickness and/or pore diameter. The hexagonal structuring of the pores was further confirmed by transmission electron microscopy (TEM) micrographs showing honeycomb like arrangements (i.e.

Fe@SiO2(1) in Figure 4.3.3). In addition to those hexagonally organized mesopores of about 8 nm of diameter and 3 nm of wall thickness, the micrographs also show the coexistence with larger, unorganized pores, of about 12 nm of diameter.

At higher r values (r= 5 and 10), the materials exhibit a broad peak located respectively at 7.8 nm for Fe@SiO2(5) and at 6.6 nm for Fe@SiO2 (10). This indicates the formation of wormhole-like structures. The loss of structuring might be due to the increase of the total surfactant nP123+CTAF/nTMOS molar ratio (R) with the increase of r values. As a matter of fact, in order to control the iron/silica ratio, only the P123/TMOS molar ratio was maintained constant, without adjusting R (nP123+CTAF/nTMOS) as a function of r (nCTAF/nP123). Or, it is communally accepted that the parameter R is paramount in getting well-defined architectures and it is strongly depending on the nature of the surfactant. For instance, hexagonally ordered materials could be obtained with solely P123 at R=0.017 and with solely CTAF at R=0.17.

Another important parameter influencing the morphology and the pore size of the resulting material is the size and nature of the micelles used as template. The iron ions from CTAF might induce the complexation of ethylene oxide units of P123 and thus the shrinking of the mixed micelles and the reduction of the silica/surfactant interaction. Obviously, when increasing the CTAF content, the repetition distance decreases, indicating a decrease of the pore size and/or of silica wall thickness.

Further insights on the pore size distribution were reached from nitrogen adsorption/desorption isotherms. Except Fe@SiO2(10) which exhibits a type IV isotherm with one hysteresis loop, characteristic of mesoporous materials, all materials exhibit rather a type II isotherms with two main steps desorption branch indicating the coexistence of mesopores of different sizes (Figure 4.3.2B). On all isotherms, it can be observed that the value of the relative pressure, at which the first capillary condensation occurs is almost the same, between 0.4 and 0.5. Since the p/p0 position of the inflection point is related to the pore diameter, according to Kelvin's equation, this observation suggests that all materials have mesopores of about 5 nm diameter. As a matter of fact, Fe@SiO2(10) has a monomodal distribution of mesopores centered on 5 nm, as shown on the pore diameter distribution obtained by the BJH method (Figure 4.3.2C). The second inflection point appears for the other materials at a p/p0 value comprised between 0.7 and 0.8, suggesting those larger pores. For Fe@SiO2(1) and Fe@SiO2(2), three zones of N2 isotherms can be identified, the first for p/p0 between 0.50 and 0.75, the second between 0.75 and 0.80, and the third for p/p0 between 0.80 and 0.99 which indicate the existence of three population of porosity size. For the Fe@SiO2(5) material, one can observe two zones of N2 isotherms, the first for p/p0 between 0.50 and 0.80 corresponding the porosity peak around 5 nm and the second corresponding to bigger pores (8 < D < 16 nm) where dV.dD -1 is around 0.05 cm 3 •g -1 •nm -1 . While the Fe@SiO2(10) sample shows one N2 adsorption zone (0.50 < p/p0 < 0.80) corresponding to the 5 nm pore diameter peak, with no adsorption for p/p0 above 0.80. The pore sizes of all materials are higher than the one obtained by using only CTAF as template, without adding the non-ionic P123 surfactant (of 2.4 nm). 13 So is the wall thickness, ε, as it was calculated by the subtraction of the pore size (φBET)

from the interlayer distance (dBragg) for the wormlike materials and from the cell unit for the hexagonal ordered ones. The surface areas are similar for the hexagonally ordered materials Fe@SiO2(1) and Fe@SiO2(2) on one side, and for the wormlike materials Fe@SiO2(5) and Fe@SiO2(10) on the other side. A sharp increase, of almost 200 m 2 •g -1 , can be noticed between the two series of materials, with the decrease of the pore diameter. All materials have high surface area, SBET and SNLDFT, and the total pore volume V0.97 (Table 4.3.1), and are therefore considered attractive for catalytic applications, as they might prevent coke blocking in hydrodeoxygenation reactions for example.

Chemical Characterization of Fe@SiO2(r) Materials

The attenuated total reflectance infrared ATR-IR spectra of Fe@SiO2(r) materials confirms the formation of the silica framework upon the sol-gel process and the removal of the organic part of the surfactant after calcination. Characteristic peaks of the stretching and bending vibration of Si-O-Si, Si-O and Si-OH bonds are present in the 900-1100 cm -1 region, while no peaks of CH2 moieties appear in between 2800 and 2900 cm -1 (Figure 4.3.4left). The ATR spectra also show the presence of OH groups at 1633 cm -1 and at 3200-3700 cm -1 that were assigned to silanol groups and physisorbed water, respectively. Quantitative assessment of silanol densities on the surface of those materials was obtained from BET and TGA analysis (Table 4.3.1 and Annex 3 for the calculation method). All materials exhibit silanols density values slightly higher than for the similarly synthesized SBA-15-like silica, with no CTAF (around 2.50 OH/nm 2 ). This may be due to the existence of iron atoms that obstruct silica crosslinking during the polymerization, which may indicate the formation of Si-O(H)…Fe bonds instead of Si-O-Si bonds.

The condensation degree of silica is assessed from 29 Si solid-state NMR. Relative proportion of Q2 (geminal SiO2(OH)2 silanols), Q3 (isolated and vicinal SiO3(OH) silanols), and Q4 (SiO4 bonds) units were determined after deconvolution of the peaks at -91, -99 and -110 ppm, respectively. All materials exhibit the same condensation degree Q2:Q3:Q3 of 1:24:75 and relative surface of OH-OH sites, around 60%. In addition, NMR results show that the Chemical Shift Anisotropy CSA for 29 Si (in Q2, Q3, and Q4 states) shows the existence of two characteristic relaxation time populations, τ1 of the order of milliseconds (ms, short time) and τ2 of the order of seconds (s, long time). The percentage of component with the short relaxation time increases from 29% for Fe@SiO2(1), to 50% for Fe@SiO2(2), before reaching a maximum of 65% for Fe@SiO2(5) and Fe@SiO2(10). 29 Si Q2, 29 Si Q3, 29 Si Q4, 1 H OH, 1 H OH-OH, and (down) Relaxation times of 29 Si (short and long) and 1 H (short) for Fe@SiO2(r) materials (r=2, 5, 10).

Characterization of Single Atom Fe@SiO2(r) Materials

First quantitative assessment of the iron loading was obtained from both ICP-AES elementary analysis is found to be around 0.56, 0.98, 2.31, and 2.64 wt.% for Fe@SiO2(1), Fe@SiO2(2), Fe@SiO2(5), and Fe@SiO2 (10), respectively, as compared to Si (see Chemical Shift (ppm) 29 Si Q2 29 Si Q3 29 Si Q4 Chap. 4 Synthesis of Metal@silica Catalysts 104 materials, as compared to the Si one, is found to be around 0.8, 1.1, 2.5, and 2.7 wt.% for Fe@SiO2(1), Fe@SiO2(2), Fe@SiO2(5), and Fe@SiO2(10), respectively. Moreover, as it can be seen in Figure 4.3.6, the micrographs show a homogeneous dispersion of iron atoms within the silica matrix, without formation of any agglomerates. Fe@SiO2( 1), (B) Fe@SiO2( 2), (C) Fe@SiO2( 5), (D) Fe@SiO2(10) (iron in green and silica in red) with the corresponding Si/Fe mass ratio for each sample.

UV-Vis diffuse reflectance spectra (Figure 4.3.4right) allowed us to determine the coordination of iron in the materials. The adsorption band at 235 nm, which can be assigned to the charge transfer of pπ-dπ transition between oxygen and iron in the ferrisilicate material, suggest tetrahedral iron atoms, insulated from each other. In addition, the absence of any absorbance band above 350 nm in the spectrum reveals the absence of octahedral iron ions, and consequently the absence of iron oxide nanoparticles in the Fe@SiO2 materials. 92 The absence of nanoparticles was also confirmed by the analysis of the experimental pair distribution function derived from the corresponding total scattering measurements of the materials ( From the PDF diagrams, we can clearly observe well-defined features up to about 10 Å. The rapid damping of PDF oscillations beyond r~ 10 Å even for materials with higher metal content indicates that the isolated subnanometer iron systems of maximum dimensions ∼10 Å are formed and are uniformly distributed throughout the samples without any agglomeration. Magnetic measurements have been performed in order to check the presence of paramagnetic Fe. where is the only fitted parameter giving the proportion of the high spin S=5/2, 5 ⁄ and ⁄ are the saturation magnetization of Fe 3+ in the high spin and low spin states, respectively ( Despite only one parameter is fitted, a very good agreement is obtained between the simple model and the measurements. No ferromagnetic contribution is detectable at this scale. The high spin fraction deduced from the fit is reported in Table 4.3.2. They are in good agreement to those deduced from the Curie constant (see Annex 4.1). No fit with equation has been performed for the Fe@SiO2(5) sample as the temperature dependence of the magnetization deviates from the Curie law below 15 K. This deviation is attributed to spin crossover towards low spin with decreasing temperature, which occurs below 10 K for other samples (Annex 4.2). Nevertheless, the high spin fraction reported in Table 4.3.2 is stable with temperature above 10 K (or 15 K for Fe@SiO2(5)) and is then a relevant parameter characterizing the Fe sites in the silica pores. It decreases as the Fe content increases, concomitantly with the decreasing size of the pores. This fraction reflects the ratio of two distinct relaxation time populations (short and long) observed by NMR for 29 Si.

Beyond the sharing of Fe spin state according to Si sites or pore sizes, the consistent quantitative analysis in terms of Curie or Brillouin laws without interaction between Fe spins (no Curie-Weiss temperature) supports the assumption of isolated Fe atomic centers well dispersed within the materials. *No fit with Brillouin functions has been performed for Fe@SiO2(5) as it deviates from the Curie low below 15K. For this sample, the fit with the Curie law has been performed in the 15-30 K.

DFT Calculations

To find the most stable configurations of the Fe/SiO2 system, several structural optimizations were started from reasonable estimations at various adsorption positions (top, bridge) on surfaces with various silanol densities (SiO2-7.2, SiO2-4.6 and SiO2-3.3). 61,62 For each configuration, two sets of calculations were performed for the Low-Spin (LS) and High-Spin (HS) states of iron.

The Fe atom is adsorbed on the silica surface through its oxygen atoms by removing the corresponding hydrogen atoms. correspond to Fe 3+ . The equilibrium distance between the iron atom and the substrate is found to be 1.81 Å in HS and 1.78 Å in LS. However, the HS and LS state magnetic moments of the iron in the bridge positions are found to be 4.00 μB (S = 2) and 0.00 μB (S = 0), respectively, which are the HS and LS states of Fe 2+ . For the HS state, the iron-surface distances were found to be 1.99 and 1.85 Å for both oxygen atoms, whereas for the LS state, these distances became 1.85 and 1.81 Å, respectively. For various silica surfaces, the calculations show that the adsorption of the iron atom at top positions had the lowest total energy. This means that the density of the silanols at the surface of the material does not affect significantly the properties of the iron atom, for which the Fe 3+ ion is predominantly in the HS state. This result is in agreement with the experimental findings for Fe@SiO2(1) where the density of the iron atoms per nm 2 of silica is very low, of only 0.03, and not expected to undergo any spin transition under geometrical constrains. This means that the density of silanols at the surface of the oxide does not affect significantly the properties of the iron atom for which the Fe 3+ ion is, according to our calculations, expected to be predominant, in agreement with the experimental results. 

Conclusions

In this study, we demonstrated that single iron atoms supported materials (Fe/SiO2) could be prepared through the hydrothermal synthesis using mixed non-ionic/metallosurfactants as templates. The non-ionic pluronic P123 surfactant allows controlling the structural and textural properties of the silica framework while the ferrosurfactant acts as a metal donor, in addition to its role of porogen. The iron loading in the final materials depends on the molar ratio of surfactants and can be accurately tuned, up to 1wt% (0.15 Fe atoms/nm 2 ). Pair distribution function analysis, STEM mapping and magnetic measurements demonstrated the absence of any particles or clusters.

DFT calculations showed that the atoms are predominated Fe 3+ , in agreement with the experimental data. Those materials proved a good distribution of iron atoms on the silica surface, with increased number of active sites, which might find straightforward applications in catalysis.

Reaction Conditions

The gas-phase HDO conversion of guaiacol was performed in a catalytic fixed-bed U-shape tubular quartz reactor as presented in Figure 5.1, where guaiacol is considered as a model molecule representing the bio-oils vapors obtained from lignin pyrolysis. 1 All catalytic tests were done under experimental conditions similar to those used by Olcese et al. 2 for Fe@SiO2 catalyst. The H2 partial pressure and the total gas flow (carrier gas Argon) are controlled by mass flow controllers. Liquid guaiacol is injected using a syringe pump through a septum in a heated gas line at a precise speed in order to control the percentage volume of guaiacol in the gas flow. The inlet and outlet of the reactor are heated at 220⁰C in order to prevent the condensation of the guaiacol and products. The real mass of injected guaiacol is determined by the difference of the syringe mass before and after the experiment. Pressure is controlled by an electronic pressure sensor. The 4-ways valves allow performing the temperature-programmed reduction TPR measurements (using a 500-ppm H2 in Ar gas flow) and the catalyst passivation (using 1000-ppm O2 in Ar gas flow). Moreover, they are very advantageous for the calibration of the analysis equipment and carrying out blank measurements. The oven temperature is controlled using a temperature regulator, whereas the real reaction temperature is measured in the catalyst fixed bed through a thermocouple introduced inside the reactor. Catalysts are granulated into particles of 150-250 µm and supported on the fritted of the reactor.

The online mass spectrometer allows analyzing qualitatively the outgoing gas of the reactor in real time (every 17 sec), thus giving information about the evolution of the reaction products upon time on stream. Products are collected by condensation in a methanol solution using two impingers; the first one is cooled with ice (0⁰C) while the second one is cooled with a liquid nitrogen/iso-propanol solution at -40⁰C. Small non-condensed molecules are quantified online using a μ-gas chromatography (μGC) installed at the outlet of those impingers. An internal standard (10 μL of 1-tetradecene) is then injected in the overall volume of the methanol solution of the 2 impingers. The solution is then analyzed by GC-MS-FID system that combines the detection feature of the mass spectrometer for structure assignment of products (by comparison with NIST database) and a flame ionization detector to quantify the products. Calibration of the μGC for low percentage of CO, CO2, CH4 and other small molecules (C2H4, C2H6…) is done before experiments using calibration gas bottles. A blank test is performed with an empty reactor (no catalyst) in order to determine the corresponding MS peak intensities of guaiacol and impurities (N2, O2, and water) and to confirm the effectiveness of the condensation method and the accuracy of the GC-MS-FID analyzer.

The set-up has been improved during this Ph-D. All tubing lines, as well valves, were twisted with a resistance wire (heated at 220⁰C) and well isolated to prevent cold points that cause the condensation of guaiacol. CS Teflon coated silicon Septa (for guaiacol injection) and graphite joints (quartz reactor -metal tube) were used to support high temperatures. PID temperature regulators West 6100+ were used and calibrated in order to control the oven and resistance wire temperatures. The chassis of the system was modified in order to support the online μGC and the online MS with less wiring and tubing.

In a typical test, 100 mg of Fe@SiO2 catalysts are firstly reduced under pure hydrogen flow of 50mL/min with a temperature rate of 10 K.min -1 until 550⁰C, then held at that temperature for 30 min. The temperature is then decreased under Ar flow to the reaction temperature of 400⁰C, and the total gas flow of 80 mL/min is set in order to obtain an H2 partial pressure of 0.9 (72 mL/min H2 + 7.5 mL/min Ar). After a stabilization time of 15 min, we inject guaiacol at a rate of 120μL/h (corresponding to 0.5 vol.%) for 30 min, the reaction period. This time of stream have been selected in order to screen the selectivity of the catalysts. Longer time on stream experiments are in progress. Then guaiacol injection was stopped and the catalyst bed was purged under pure argon flow (no H2). The space velocity, calculated as the catalyst mass (gcat) divided by the injected guaiacol flow (ggua.inj/h), is around 0.6 h -1 .

In order to identify the reduction effectiveness and the type of iron species present (by Mössbauer measurements), catalysts have been reduced as previously, and cooled to room temperature under argon flow. Then, passivation is performed at room temperature with 50 mL/min of 1000-ppm O2 in Ar in order to prevent the fast oxidation of the catalyst caused by very active metal sites when exposed to air.

Temperature-programmed reduction (TPR) measurements are performed under 50 mL/min of 500ppm H2 in Ar with a temperature rate of 10 K.min -1 until 800⁰C. [3][4][5] The hydrogen consumption is detected and quantified with time by the online MS and μGC, therefore indicating different peaks corresponding at various temperatures and possible reduction reactions.

Blank Test (empty reactor)

An experimental blank test was performed under the same conditions of a catalytic test (673 K, H2 partial pressure of 0.9, 80 mL/min total flow), where 0.5 vol.% of guaiacol was injected into the empty reactor (no catalyst) for 30 min residence time at 120 μL/h, and then collected in the impingers and analyzed by GCMS. This test was performed for several purposes:

 Confirm the heating of the system and the non-condensation of guaiacol in any part.

 Confirm the collecting of products by the impingers.

 Obtaining the ion current peak for guaiacol by online MS, as reference.

 Confirming the RRF value obtained by the direct calibration using prepared solutions. An RRF value of 3.1 was found confirming previously found result.

Catalytic Performance of Fe@SiO2(10) Single Atom Catalysts (SACs)

Among previously synthetized single atom catalyst (SAC), the Fe@SiO2(10) having the highest iron loading (around 1%) was tested for the guaiacol HDO conversion at first. As discussed in Chap. 4 Part.3, the Fe@SiO2(10) catalyst was characterized by having single isolated iron atoms well dispersed on the silica mesopores, which supposed to increase the number of active sites. The Fe@SiO2(10) material, previously calcined, was reduced in the reactor under pure H2 up to 500⁰C for 30 min. Then the temperature was decreased to 400⁰C, the flow was regulated and the catalytic reaction start under the conditions mentioned before. During the reaction, that last for 30 min, a small part of the output flow exiting the reactor was analyzed in time by a mass spectrometer as described before. Figure 5.2 shows qualitatively the evolution of chemical products with time during the reaction. At time zero, as guaiacol is injected, the guaiacol peak disappears suddenly and a high peak of water is observed indicating the high conversion of guaiacol. However, the water peak decreases very rapidly (after around 5 min) while the guaiacol peak reappears and both stabilize at constant values, which indicate the quick deactivation of the catalyst. Furthermore, no benzene or phenol production were detected.

After analyzing the products collected in the impingers by GCMS, only guaiacol was found with zero traces of produced aromatics (phenol, cresol, BTX…) confirming the online qualitative MS results. The remaining quantity of guaiacol was quantified and the conversion (Xgua %) calculated at t= 30 min was around 23%. Integrating the μGC results along the reaction period, a methane yield of 2.2% and CO2 yield of 0.1 % were calculated. As no aromatics were found by GCMS, the selectivity (Saromatics) was null, which make this catalyst unattractive.

Those results indicates that guaiacol, which is converted of 23%, mainly react on the Fe(III) atom sites during the beginning of the reaction, as observed from the online mass spectrometer.

However, those sites deactivate very quickly (after 5 min) and do not have any selectivity towards aromatics. The catalyst weight increases of around 16 mg, which is almost equal to 20% of the injected guaiacol quantity. This allow to suggest that guaiacol conversion on those Fe(III) sites is mainly into heavy aromatics deposited as coke on the catalyst. In this case, Fe(III) atom sites could act as Lewis acid catalysts, 8 leading to the condensation of guaiacol under the form of (-benzene-O-CH2-)n.

Thus, different ideas were proposed in order to facilitate the reduction of iron species into metal iron that is more selective than Fe(III) sites. These ideas were the following:

1) using iron(II) sulfate as iron source instead of iron(III) chloride to elaborate the metallosurfactant, 2) replacing the calcination step by a pyrolysis step, allow obtaining Fe(II) species (that can be reduced more easily than Fe(III)) and inhibition of their oxidation during calcination.

3) elaborating copper metallosurfactant (CTACu) and adding them to the CTAF during the sol-gel silica polymerization which allow obtaining bimetallic Fe-Cu single atom catalyst, which can facilitate the reduction of iron as copper is a reduction catalyst. [9][10][11] 

Catalytic Performance of Catalysts Produced by Impregnation of Silica Support

Metallic (15%Fe@SBA-15-1SC, 15% Fe@SBA-15-3S, 15%Fe@SBA-15-3SC, and 15% Cu@SBA-15-3SC) and bi-metallic (15%Fe3%Cu@SBA-15-3SC) catalysts synthetized by conventional impregnation method are tested catalytically for guaiacol conversion. As previously explained, 1SC refers to silica washed for one day then calcined, 3S refers to silica washed for three days, and 3SC refers to silica washed for three days then calcined. The main different between them is the pore size distribution and the silanols density before impregnation (as presented in Table 5.1). The effect of incorporating copper (in order to promote the reduction of iron oxides) to obtain bimetallic Fe-Cu catalyst is interpreted.

Comparing the performance of 15%Fe@SBA-15-3SC-DPU catalyst (synthetized by coprecipitation with decomposition of urea), having a green color confirming the existence of moreeasily reduced Fe(II) species, with the 15%Fe@SBA-15-3SC catalyst (synthetized by the impregnation in iron (III) nitrate solution) allow to understand the effect of the iron oxidation state and its reducibility behavior. The catalytic reaction was followed upon time on stream the mass spectrometer. Figure 5.5 shows the molecules evolution (guaiacol reactant consumption and products formation) using the Chap. 5 Hydrodeoxygenation Catalytic Tests 125 15%Fe@SBA-15-1SC catalyst. Figure 5.5, shows that the ion intensity of the m/z 81 (that may be attributed to guaiacol) is about three times lower than that of guaiacol without conversion (blank test: around 3*10 -12 A) during the first 15 min of the reaction (< 1*10 -12 A). Water (m/z=18) production was huge during this duration (t < 1000 s). Upon time on stream the m/z 81 (guaiacol) increases showing a decrease in the activity of the catalyst for guaiacol conversion. m/z 94 (may be assigned to phenol and related species) production is nearly stable all over the reaction duration.

A small benzene peak was observed at the beginning of the reaction and quickly disappeared, which indicates the small formation of benzene. This was also confirmed after GCMS analysis of impingers where only small traces of benzene and toluene were quantified. Further, a quantitative analysis of the products collected by μGC and by GCMS was performed.

Table 5.2 shows the permanent gas production with respect to the reaction time, and their total amount integrated along the reaction period (30 min). production is observed, which is important, as CO is a toxic molecule. In fact, CO have an inhibiting effect on conventional sulfided catalysts, 12 and a strong negative effect on the initial reaction rate due the carburization of iron and formation of coke. 13 This makes our catalyst more attractive, with respect to this criteria, comparing to Fe@silica studied by Olcese et al. 2,13 Chap. 5 Hydrodeoxygenation Catalytic Tests 126

Guaiacol can be converted to phenol through two ways: by producing CH4 and H2O (consuming two H2 molecules) or by producing methanol (consuming only one H2 molecule). 2 Methanol can be cracked into CO and H2 (with coke), or transformed into ethylene (C2H4) through the methanol to olefins (MTO) reaction. 14 As well, CO can be converted into CO2 and H2 through water gas shift reaction (WGSR). 15 Olcese et al. 13 studied the conversion of CO under HDO conditions and proved that a considerable amount of carbon deposit is formed on the catalyst and CO2 is produced from CO dismutation. From the data presented in previous tables (Table 5.2, Table 5.3, and Table 5.4) and using the equations showed in section 5.1.3, the performance of the 15%Fe@SBA-15-1SC was evaluated by calculating the guaiacol conversion (Xgua), the deoxygenation degree (XHDO), the HDO selectivity (SHDO), the HDO catalytic activity (AHDO), the HDO carbon yield (YC.HDO), and the HDO carbon selectivity (SC.HDO) at the end of the reaction (after 30 min). This catalyst showed a high conversion (82%) with a good selectivity to aromatic molecules (56%) with an activity of 5.61 . ℎ -1 .

-1 .

Similarly, for all catalytic materials, data were collected from μGC (small molecules quantification) and from GCMS (large molecules quantification), then elemental molar balance and calculations were performed, giving the results showed in Table 5.5 and Table 5.6. Those results enable to assess the performance of catalysts and to understand the effect of different parameters. Remarkably, the catalyst synthesized by the impregnation of the non-calcined silica material (SBA-15-3S) having 8 OH/nm 2 in the iron nitrate solution have a null selectivity to aromatics (phenol, BTX, cresol). This is consistent with the theoretical results found by DFT calculations that showed that amorphous silica surfaces with high silanols density suffer from water inhibition effect. 16 Comparing catalysts having different pore size distribution due to the washing step (15%Fe@SBA-15-3SC vs 15%Fe@SBA-15-1SC) showed that creating small pores may reduce the selectivity. This may be due to the pore blocking caused by large molecules (coke precursors) and iron nanoparticles. Copper catalyst (15%Cu@SBA-15-3SC) proved the best aromatics selectivity of 80% and the best aromatics carbon selectivity of around 70%; however, the guaiacol conversion (70%) after 30 min is smaller than that of bimetallic Fe-Cu catalyst (around 90%). This high conversion of bimetallic Fe-Cu catalyst, accompanied with the high selectivity (72%), made this catalyst very attractive for long catalysis time. Comparing bimetallic Fe-Cu catalyst with the metallic one (15%Fe@SBA-15-3SC), we observed the effect of incorporating copper. Thus, further tests must be performed aiming to increase furthermore the selectivity in order to achieve a similar aromatics carbon selectivity as that of copper catalyst with high conversion percentage. 15%Fe@SBA-15-3SC-DPU having Fe(II) species before reduction showed better results than 15%Fe@SBA-15-3SC having Fe(III) species before reduction step (73% conversion and 52% aromatics selectivity comparing to 52 and 26 % respectively). Thus, the effect of the oxidation state of iron before reduction is crucial as Fe(II) are reduced more easily than Fe(III). The effect of the oxidation state of iron species and their reduction are studied in the next section using X-ray powder and Mössbauer measurements in order to understand the effect of the studied parameters (silica textural properties, copper incorporation, and synthesis method) on the iron reduction and to control the reduction conditions. Our materials show better performance with respect to phenol selectivity than conventional CoMo and NiMo catalysts where the main product at 60% guaiacol conversion is catechol (around 40%), and then promote hydrogenation reactions of the aromatic ring at higher HDO degree. 17 Moreover, as the interest of our study is to conserve the aromatic ring while breaking the C-O bond, comparing our catalysts to sulfided catalysts (MoS2 and CoMoS) proved that they could be more attractive for aromatics production (phenol, cresol, BTX). 1,18 Furthermore, the pyrolysis gas presents a very low content in sulfides species therefore the sulfides catalysts are prone to deactivation without a costly addition of a sulfur additive source. For example, Fe-Cu catalyst showed better performance than CoMoS/γ-Al2O3 catalyst having an aromatics selectivity at 80% conversion of about 65% (25% phenol, 20% cresols, 15% catechol, 5% methyl-catechol, 2% benzene). Contrarily, CoMoS/ZrO2 is more attractive than our catalysts, with an aromatics production of 78% (55% phenol, 20% benzene, 2% toluene) at 100% conversion of guaiacol. 1,18 Furthermore, our catalysts are more selective to phenol from noble metals Pt/MgO and Pt/γ-Al2O3 that showed a selectivity of 51% (at 70% conversion) and 26% (at 30% conversion) respectively. Tyrone Ghampson et al. 20 studied guaiacol conversion over alumina and SBA-15-supported molybdenum nitrides catalysts and found that the main products are phenol and catechol. We calculated the HDO catalytic activity for their catalysts by multiplying the reaction rate ( . -1 .

-1 ) by the aromatics percentage yield (example for MoN/SBA-15-A: AHDO = 6.4*10 - 6 *0.26 = 1.66 . -1 .

-1 and found that the bimetallic Fe-Cu catalyst is more attractive for aromatics production than those catalysts. 20 Using the same calculation method for the results obtained by Zhang et al., 21 we evaluated the performance of our catalysts in comparison with Ni-Cu/ZrO2-SiO2 catalysts by mean of aromatics production (BTX, phenol, cresol, catechol) as showed in Table 5.7. 

X-ray and Mössbauer Measurements of Conventionally Synthetized Catalysts

It is of high importance to determine the speciation of catalytic iron sites before and after catalysis in order to interpret the catalytic performance of tested materials. Mossbauer and XRD analysis are well complementary for iron speciation analysis. They were conducted and discussed by Prof.

B. Malaman at IJL. The scope of our synthesis of catalysts is to keep small nanoparticles of metallic iron as much as stable as possible and to reduce their oxidation (to promote their oxophilicity). Transmission electron microscopy (TEM) analysis are currently being performed in order to assess the size of metal nanoparticles, coke deposit and mapping of the composition by energy dispersive X-ray analysis (EDX). Bimetallic Fe-Cu catalyst shows peaks corresponding to paratacamite (Cu2(OH)3Cl) and hematite (Fe2O3) species. The catalyst synthesized through the co-precipitation method with decomposition of urea (DPU) presents magnetite (Fe3O4 that can be expressed as FeO.Fe2O3); thus, as expected from its color, it contains Fe(II) species. The 15%Fe@SBA-15-1SC spectra shows two types of Fe2O3 species, the hematite and the maghemite. While for catalysts where silica support is washed for 3 days (15%Fe@SBA-15-3S and 15%Fe@SBA-15-3SC), only maghemite species were detected. This can indicate that the washing does not affect only the porosity, but also the types of the silanols on the silica surface and thus the interaction with iron during the impregnation.

The X-ray spectra of 15%Cu@SBA-15-3SC before reduction and after reduction at 500⁰C with catalysis are presented in shows the X-ray spectra of catalysts after reduction (at 500⁰C) and catalysis (guaiacol + H2 during 30min). Different peaks corresponding to metal Fe(0) species were detected in the X-ray spectra of all catalysts.

Chap. 5 Hydrodeoxygenation Catalytic Tests All iron based catalysts are not reduced completely and show maghemite (Fe2O3) peaks with the reduced Fe(0) species. The 15%Fe@SBA-15-1SC catalyst presents additional iron carbide Fe3C

(cementite and cohenite) and magnetite (Fe3O4) species. While the bimetallic Fe-Cu catalyst presents peaks corresponding only to metal copper, metal iron, and iron carbide species.

.12 shows the Mössbauer spectra of the 15%Fe@SBA-15-3SC catalyst before reduction, after reduction at 500⁰C, after reduction at 500⁰C with catalysis, and TPR at 800⁰C. 57 Fe Mössbauer measurements were performed, using a constant-acceleration spectrometer in standard transmission geometry with a 57 CoRh source at 300 K. 7 The corresponding Mössbauer spectrum for the reduced material at 500⁰C exhibits the characteristic sextuplet of α-Fe with a proportion area of 25%, a small percentage of Fe(II) species and a central doublet assigned to Fe(III) species. [22][23][24][25] Analysis after catalysis showed the same percentage of metal iron (25%), with no formation of iron carbides. X-ray results suggest that this central doublet of Fe(III) correspond to maghemite species, Mössbauer analysis at 15 K is currently performed in order to confirm that.
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Conclusions and Perspectives

This Ph.D. work has been made in the frame of several projects: the LUE Mirabelle+/Lign-In project that aims to valorize one of the largest sources of renewable energy, biomass, through the hydrodeoxygenation (HDO) of bio-oils derived from lignin pyrolysis (Université de Lorraine); and the PHC CEDRE (French Lebanon partnership) for Future Materials. The project gathers multidisciplinary researchers in a multi-scale approach: from molecular ab-initio modelling, to the synthesis of innovative catalysts, and the optimization of the HDO process. The HDO process consists of a gas phase catalytic reaction under hydrogen pressure in order to produce oxygen-free molecules. Favoring the direct deoxygenation (DDO) pathway over the hydrogenation (HYD) pathway reduce hydrogen consumption and promote non-oxygenated aromatics production.

This study treated this subject by a combined theoretical/experimental approach in order to develop new catalytic formulations to reduce H2 consumption, conserve aromatic nuclei, and consequently obtain a better energy balance at lower cost (H2 operational costs, storage and pressurization costs, etc.). For this purpose, we performed density functional theory (DFT) calculations in order to understand the interaction between oxygenated molecules (as well as inhibitors, water and CO) and the catalytic surface. Experimentally, we synthetized affordable materials by conventional and advanced methods, and tested them for guaiacol conversion under HDO conditions in order to compute their catalytic performance (activity and aromatics selectivity).

The adsorption of oxygenated molecules on the silica surface constitutes the first step of the reaction mechanism. However, the interaction of those molecules with the surface is dependent on the density, distribution and type of silanol groups that characterize each surface. Therefore, DFT calculations were done using the VASP code (taking into account vdW forces) to determine the adsorption energies of phenol (as a model molecule) following different interaction modes, and of inhibitor co-products (water and CO) on various amorphous and crystalline silica surfaces. Three modes of interaction of phenol with surfaces were explored: "perpendicular O-interaction", "flat π-interaction" and "flat O-interaction". Results show that on crystalline surfaces, the "flat πinteraction" mode dominates, which can favor the HYD rather than the DDO pathway. On amorphous surfaces, greater phenol adsorption energies were found following the "flat Ointeraction" mode comparing to other modes. A specific interaction of phenol with SiO2-3.3 and SiO2-2 surfaces of 120 kJ/mol following this mode was found. It involves a Cphenol-Sisurface bond leading to the deformation of the phenol molecule, which is promising for catalytic applications.

The competitive effect of CO is negligible over all silica surfaces, making them more attractive than conventional sulphided catalysts according to this criterion. Water has a strong inhibitory effect over amorphous surfaces having a silanols density higher than 5 OH/nm 2 . However, SiO2-3.3 and SiO2-2 surfaces have very low water adsorption energies relative to phenol. Those results motivate the synthesis of amorphous silica with a density of silanols between 2 and 4 OH/nm 2 for better catalytic performance. As perspectives for theoretical work, molecular dynamics (MD) simulations should be performed in order to study the reaction kinetics and to determine the ratelimiting step, which allow proposing various mechanisms and determining the most possible one.

Mixed micelles, used as templates during the hydrothermal sol-gel synthesis of silica, were formed by non-ionic (pluronic P123) and metallic (cetyltrimethylammoniumtrichloromonobromoferrate, CTAF) surfactants. Micellar solutions with various CTAF/P123 molar ratio and concentrations were prepared and characterized in order to determine the structuring of those mixed micelles. Their critical micelle concentration (CMC) was determined using the surface tension method, while their size and zeta potential were determined using a zeta-sizer. Small angle neutron scattering (SANS) experiments on those micelles and others (mixed micelles CTAB/P123 and deuterated micelles CTAFd/P123) in H2O, D2O and H2O/D2O mixture allow determining their gyration diameters. We noticed that by adding CTAF, the micelles size decreases and their spherical shape is disturbed. Magnetic studies are performed on those micellar solutions in order to determine the percentage of high spin Fe(III) species and the interaction between them, which gives idea on the dispersion of CTAF in mixed micelles and enable to locate them. Meanwhile, SANS results are being fitted with micelles structural models using SasView in order to determine the shape depending on the CTAF/P123 ratio.

Single Atom Catalysts (SACs) were synthesized by the hydrothermal sol-gel process using mixed CTAF/P123 micelles as porogens. Four materials were prepared having a CTAF/P123 molar ratio of 1, 2, 5 and 10. The fine distribution of the iron atoms results from their distribution in the micellar structure of mixed micelles that serve as a matrix around which the silica framework polycondensation occurs. The CTAF/P123 ratio makes it possible to control the percentage of iron loading, as well the material structural properties. The absence of iron nanoparticles was confirmed by Squid magnetic measurements, nuclear magnetic resonance (NMR) measurements, perdistribution function (PDF) synchrotron measurements, and image mapping (TEM). DFT+U calculations confirm the state of oxidation of iron (III) and its state (high spin 5/2) appeared during magnetic measurements Squid. This strategy enable the preparation of SACs with improved efficiency compared to conventional catalysts due to the higher number of active sites.

Metallic (Fe and Cu) and bimetallic Fe-Cu catalysts were prepared by the simple impregnation of pre-synthesized mesoporous SBA-15-like materials in order to understand the effect of the silica support textural properties and copper incorporation on the catalyst performance. Other silicasupported iron catalysts were prepared through the co-precipitation method with decomposition of urea (DPU) through heating, which allow obtaining Fe(II) species.

Conclusions and Perspectives

Catalytic tests were performed for the HDO conversion of guaiacol (as a model molecule of biooils) to determine the performance of synthesized materials. An online mass spectrometer allow following qualitatively the evolution of the reaction in real time, and thus predict the catalyst deactivation period. For SACs materials, results show a difficulty in reducing Fe (III) atoms, which are strongly chemically attached to the silica surface, into active Fe(0) atoms. Thus, the catalytic performance of those materials were unsatisfactory with a null aromatics selectivity. Thus, synthetic modifications should be tried as using Fe(II) sulfate instead of FeCl3 (as iron source to synthetize CTAF metallosurfactant) accompanied with replacing the calcination step by a pyrolysis in order to prevent iron oxidation, or to incorporate copper (through copper metallosurfactant) in order to facilitate the reduction of iron atoms.

The bimetallic Fe-Cu/SBA-15-3SC catalyst showed the best catalytic activity (7.39 . ℎ -1 -1 ) comparing to other catalysts, with a conversion after 30 min of 87% and an aromatics selectivity of 72%. However, Cu catalyst showed the highest selectivity (80%) and aromatics carbon yield (68%) with a good conversion (70% after 30 min) and catalytic activity (7.24 . ℎ -1 -1 ). The silica-supported catalysts having a silanol density of 8 OH/nm 2 showed no selectivity towards aromatics, as expected form DFT calculations. The effect of the silica pore size is important as Fe/SBA-15-3SC with small pores (porosity of 5 and 8 nm) is less active and selective than the Fe/SBA-15-1SC having a porosity of 8 nm, which can be caused by the obstruction of those pores by large molecules. The catalyst synthesized by co-precipitation with DPU proved a better performance than that synthesized by impregnation method, due to the formed Fe(II) that are reduced more easily. Our catalysts proved to be more active and selective than some conventional sulfide and nitride catalysts, and even some noble metals. As perspectives, bimetallic Fe-Cu catalysts must be synthesized through the co-precipitation method (with DPU), which facilitate more iron reduction, and enable reducing them at lower temperature thus creating smaller nanoparticles and a higher number of active sites. As our primary product is phenol and nickel proved in literature a selectivity to shift the reaction into benzene production, in our opinion the tri-metallic Fe-Cu-Ni catalyst (with small amount of Cu and Ni, 15%Fe3%Cu3%Ni) should be tested. Calculations and experimental tests will enable to compute the percentage load required for each metal and its effect on decreasing the C-O rupture energy, thus producing more benzene.

All our test were performed for a residence time of 30 min under one set of conditions and conversion were computed at the end of the reaction (30 min). Thus, future work should focus on determining the most efficient catalyst and testing its stability for longer times (8 h) and under various conditions (changing the temperature, the contact time, the H2 partial pressure…), which permit to compute the conversion and selectivity with respect to those parameters. The HDO process should be coupled with the pyrolysis system for more realistic measures and gas feed.

Annexes
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Annexes Annex 1. Dispersion Forces (vdW) Contribution

Taking into account the vdW forces, the adsorption energy can be decomposed as the sum of the DFT and the dispersion energies. As shown, the total adsorption energy is highly affected by the introduction of the dispersion forces due to their higher contribution on the π-int adsorption over all surfaces. For example, over the [101] β-cristobalite, the perp O-int adsorption mode energy was more important than the flat π-int adsorption energy but after taking into account the vdW forces, the flat π-int adsorption energy become slightly higher. This effect is mainly due to the small forces between the carbon atoms of the aromatic ring and the silica surface. In this context, under the reaction conditions we cannot state if the flat O-int adsorption mode found over the amorphous surfaces will promote the DDO or the Hyd route, because those interactions can be largely affected by the variation of the temperature and the restructuration of the surface. 
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  La quantité d'hydrogène consommée et les produits obtenus dépendent de la voie réactionnelle suivie. Suivant la voie de désoxygénation directe (DDO), la consommation d'hydrogène est plus faible, et la production de molécules d'intérêt énergétique (phénol et benzène) est plus grande, qu'avec la voie d'hydrogénation du noyau aromatique (HYD) (Figure R.1).

(Figure R. 1

 1 Figure R.1 Voies réactionnelles de la conversion d'HDO catalytique du guaiacol : DDO vs HYD.

  Français h -enfin, en décrivant le procédé HDO et les équipements d'analyse (Figure R.2).  Les chapitres 3, 4 et 5 présenteront les résultats obtenus, en les discutant.  Les conclusions et perspectives seront ensuite présentées, suivi des annexes.

Figure R. 2 5 Figure R. 3 Figure R. 4

 2534 Figure R.2 Présentation schématique du procédé d'HDO et des équipements d'analyse desproduits.La suite de ce résumé de thèse décrit les différents objectifs de notre travail, la démarche adoptée pour les atteindre, et les résultats obtenus.L'adsorption des molécules oxygénées sur les catalyseurs, plus spécifiquement sur les groupes silanols de la surface de silice, constitue la première étape du mécanisme réactionnel. Des calculs DFT ont été réalisés pour déterminer les énergies d'adsorption du phénol (comme molécule modèle des bio-huiles) et des co-produits inhibiteurs (eau et CO)4 , suivant différents modes d'interaction, sur plusieurs surfaces de silice amorphe et cristalline. Les calculs DFT sont effectués avec le code VASP, en prenant en compte les forces de dispersion (vdW) par la méthode Grimme D2.L'interaction des molécules oxygénées et inhibiteurs sur les surfaces de silice varient selon la densité, la distribution et le type de groupes silanols qui caractérisent chaque surface. Trois modes d'interaction du phénol avec la surface de silice ont été mis en évidence : « perpendicular

Figure R. 5

 5 Figure R.5 La synthèse hydrothermale des catalyseurs Fe/SiO2 suivant le procédé Sol-Gel en utilisant les micelles mixtes non-ionique/métallique (P123/CTAF).

Résumé de la Thèse en Français n Figure R. 7

 n7 Figure R.7 Analyse en temps réel du flux sortant du réacteur d'HDO contenant le guaiacol non-convertiet les produits formés (H2O, CO, CO2, phénol, benzène).

Figure 1 . 1

 11 Figure 1.1 Biomass sources and processing technologies leading to bio-fuels production.

Figure 1 . 2

 12 Figure 1.2 Lignocellulosic biomass components.

Figure 1 . 3

 13 Figure 1.3 Lignin main structure and building blocks.

Figure 1 . 4 6 Figure 1 . 4

 14614 Figure 1.4 Lignin applications and products: the base of the histogram present a high volume of low value revenue while the top present low volume of high value revenue.

Figure 1 . 5

 15 Figure 1.5 Principal bio-oil vapors obtained from the pyrolysis of lignin.

Figure 1 . 6 55 1. 5

 16555 Figure 1.6 Schematic description of guaiacol HDO reactions and pathways: DDO vs. HYD routes. The HDO process includes two main deoxygenation routes, (i) the hydrogenation of the aromatic ring before C-O bond cleavage (HYD), or (ii) the direct C-O bond cleavage, Direct Deoxygenation (DDO) (see Figure 1.6).Most investigations in this field aim to promote the DDO route, in order to avoid hydrogenation of the aromatic ring, and therefore to reduce H2 consumption (which in consequence, decreases the working pressure and costs) and to produce more valuable aromatics (BTX). In addition to the enormous number of experimental studies in this field, theoretical Density Functional Theory (DFT) calculations are frequently used to study the adsorption of oxygenated molecules on the catalyst surface under HDO conditions, and the effect of inhibitors, for understanding the reaction pathways and mechanisms.[53][54][55] 1.5 Reaction Mechanisms of HDO Model Molecules1.5.a Conversion of phenolContaining an aromatic ring and a hydroxyl group, phenol has been widely investigated as the simplest representative model of bio-oil compounds. The two major routes for HDO conversion of phenol are the hydrogenolysis, known as the Direct DeOxygenation route DDO, and the hydrogenation route HYD. The DDO route includes the direct cleavage of the C-O bond before hydrogenation of the aromatic ring. It occurs preferentially at high temperatures, while hydrogenation of the aromatic ring occurs first in the HYD route as described in Figure1.7.[56][57][58] 

Figure 1 . 7

 17 Figure 1.7 Possible routes for phenol conversion during HDO process.

Figure 1 . 8

 18 Figure 1.8 Map of possible reaction mechanisms and pathways during the HDO process for the conversion of guaiacol.

Figure 1 . 9

 19 Figure 1.9 Guaiacol HDO spill over mechanism and resulting products.

Figure 1 . 10 . 76 Figure 1 . 10

 11076110 Figure 1.10 Silanols defects of the silica surface.

  spectra of the Si-OH peak. Corresponding adsorption mechanisms are proposed (see Figure 1.11).

Figure 1 . 11

 111 Figure 1.11 Adsorption modes of phenol and anisole on the silica surface.

  simulated based on the kinetic model integrated in Aspen Plus as shown in Figure1.11.51,52 

Figure 1 . 12

 112 Figure 1.12 Mass flows from Aspen Plus simulation of the lignin to BTX process. The 70 kg/h of condensed species are composed of 43.9 kg/h of water, 17.8 kg/h of benzene, and 4.3 kg/h of toluene (rest: methanol, cresols, etc).

Figure 2 . 1 . 1

 211 Figure 2.1.1 Self-Consistent Field SCF calculations used to solve the DFT KS equations.

Figure 2 . 2 . 1

 221 Figure 2.2.1 Synthesis procedure of SBA-15 silica under various conditions.

Figure 2 . 3 . 1

 231 Figure 2.3.1 Process scheme of the valorization of lignocellulosic biomass into aromatics.

Figure 2

 2 

Figure 2 . 3 . 2

 232 Figure 2.3.2 Representation of the HDO system and the fixed-bed U-type reactor.

  condensable vapors in order to quantify them. Once the catalysis was finished, both impingers were disconnected and washed with methanol, and then 10 μL of 1-tetradecene was added to the solution as internal standard for the GCMS. The collected compounds of both impinger were analyzed together with an Agilent 7890 Gas Chromatography coupled to an Agilent 5975C MS analyzer. One μL of the solution (containing products and internal standard) were injected with a split ratio of 20 into an Agilent HP-5MS (30m*250μm*0.25μm) column (0.93 Nml/min of He) connected with a heart-cutting system to an Agilent DB-Wax123 (30m*320μm*0.25μm) column(3.44 Nml/min of He; R.T.heart-cutting: 26-27.3 min). The temperature of the oven was programmed as follows: hold for 10 mins at 313K, and then increased at to 473K with a rate of 5 K/min and hold at this temperature for 21 min. The exit of HP-5MS column was connected simultaneously to a Flame Ionization Detector (FID) and to a Mass Spectrometer (MS). The exit of DB-Wax123 column was connected to a separate FID.

Figure 2 . 3 . 3 ,

 233 where i is benzene, phenol, or guaiacol. The slop of those curves correspond to the RRF value of each component.

Figure 2 . 3 . 3 3 Atomistic 52 Chap. 3

 2333523 Figure 2.3.3 Experimental molar ratio (component i / 1-tetradecene etalon) plotted with respect to the corrected area ratio (component i / etalon), and the corresponding relative response factor (RRF) values.

Figure 3 . 1

 31 Figure 3.1 Phenol adsorption mechanisms over silica surface: perpendicular O-interaction (perp O-int)promoting the DDO route vs flat π-interaction (flat π-int) promoting the Hyd route.

  ) and (001) crystallographic planes. The surfaces are terminated by oxygen atoms which are saturated with hydrogen, hence forming hydroxyl-group-covered surfaces (-OH), which are representative of the energetically most stable SiO2 surfaces.50 Three layers of [111], [101] and [001] silica surfaces having isolated silanols with a density of 4.29 OH/nm 2 , 5.24 vicinal sites per nm 2 and 7.42 geminal sites per nm 2 , respectively, were constructed. The two bottom layers are frozen in the geometry of the bulk and the top layer is free to relax. The [111] surface unit cell (Figure 3.2.a) is composed of 96 Si, 208 O, and 32 H atoms with a = 20.26, b = 20.57, c = 31.54 Å (including 15 Å of vacuum). The [101] surface (Figure 3.2.b) unit cell is composed of 80 Si, 176 O, and 32 H atoms, while the [001] surface (Figure 3.2.c) is composed of 64 Si, 144 O, and 32 H atoms.

Figure 3 .Chap. 3 57 3. 2 . 1 .

 335721 Figure 3.2 a) [111] β-cristobalite unit cell with isolated silanols (4.29 OH/nm 2 ), b) [101] β-cristobalite unit cell with vicinal silanols (5.24 OH/nm 2 ), and c) [001] β-cristobalite unit cell with geminal silanols (7.42 OH/nm 2 ).

Figure 3 . 3

 33 Figure 3.3 Fully hydroxylated [001] α-quartz silica surface with 8.28 geminal OH/nm 2 .

Figure 3 . 4 58 Figure 3 .

 34583 Figure 3.4 a) Amorphous SiO2-7.2 (7.2 OH/nm 2 ) surface with various silanol groups, b) Amorphous SiO2-1.1 (1.1 OH/nm 2 ) surface with only isolated silanol groups.

Chap. 3

 3 Atomistic Description of Phenol, CO and H2O Adsorption over Crystalline and Amorphous Silica Surfaces for Hydrodeoxygenation Applications 59

3. 3 . 1 .Figure 3 . 7 .

 3137 a Crystalline silica surfaces Two possible phenol adsorption mechanisms (perp O-int and flat π-int) have been identified over the [001], [101], [001] β-cristobalite surfaces, and [001] α-quartz surfaces (Figure 3.6). The adsorption energies of phenol in both modes over the various crystalline surfaces are compared in Results show that the [101] β-cristobalite surface, having vicinal silanols, favors equally the perp O-int and the flat π-int modes in comparison to other crystalline surfaces where the flat π-int mode dominates.

Figure 3 . 6 62 Figure 3 . 7

 366237 Figure 3.6 Phenol adsorption configuration modes over crystalline silica surfaces: a) perp O-int over [111] β-cristobalite, b) flat π-int over [111] β-cristobalite, c) perp O-int over [101] β-cristobalite, d) flat π-int over [101] β-cristobalite, e) perp O-int over [001] β-cristobalite, f) flat π-int over [001] βcristobalite, g) perp O-int over [001] α-quartz, h) flat π-int over [001] α-quartz.

Chap. 3 63 Table 3 . 1 Figure 3 . 8

 3633138 Figure 3.8 shows the adsorption modes of phenol on various amorphous silica surfaces as a function of the silanol type and densities. Adsorption energies of phenol corresponding to various interaction modes (perp O-int, flat π-int, and flat O-int) over all considered sites of silica surfaces are compared inTable 3.2. Based on the models of Comas-Vives, 48 five types of silanols (isolated, nest-1, vicinal, nest-2,

Figure 3 . 8 Chap. 3

 383 Figure 3.8 Adsorption mechanisms of phenol over different sites of various amorphous silica surfaces: a) perp O-int over nest-2 site of SiO2-7.2, b) perp O-int over vicinal site of SiO2-2, c) flat π-int over vicinal site of SiO2-5.9, d) flat π-int over isolated site of SiO2-1.1, e) flat O-int over nest-2 site of SiO2-3.3. f) flat O-int over nest-1 site of SiO2-2.0.

Figure 3 . 9

 39 Figure 3.9 Adsorption energies of phenol and inhibiting molecules over crystalline surfaces.

  1.1). The silanols density ρSi-OH was determined by combining thermo-gravimetric analysis (TGA) resultswith SBET values showing that the non-calcined material have around 9 OH/nm 2 while calcined ones have 2-3 OH/nm 2 .4 
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 4114 Figure 4.1.1 Textural characteristics of the three silica materials: (A) SAXS patterns, (B) N2 adsorption/desorption isotherms, (C) pore size distribution.

Figure 4 . 2 . 1 , 4 . 2 . 1 . 81 Figure 4 . 2 . 1

 42142181421 Figure 4.2.1 Superficial tension resulting from immersing a platinum plate in the micellar solution.
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 422423424 Figure 4.2.2 Variation of the surface tension with respect to the total concentration of surfactant (CTAF+P123) for pure and mixed micellar solutions for r=0.5, 1 and 2.

Figure 4 . 2 . 3

 423 Figure 4.2.3 Micelles size distribution: hydrodynamic diameter recorded for pure P123, pure CTAF and mixed CTAF/P123 (variable r) solutions.

Figure 4 . 2 . 4

 424 shows the Zeta potential variation recorded when the CTAF/P123 molar ratio (r) has been increased. As except for non-ionic surfactants, the pure P123 micelles have a ZP value of zero. But, as soon as CTAF is introduce the ZP became positive and the value raised progressively to 40 mV by increasing of the ratio r up to 10, which is close to the native value of CTAF micelles(42 mV). The increase in the ZP value is coherent with the addition of metallosurfactant.

Figure 4 . 2 . 4

 424 Figure 4.2.4 Zeta potential variation with respect to the CTAF/P123 molar ratio.

Figure 4 . 2 . 5

 425 Figure 4.2.5 Schematic presentation explaining the zeta potential (ZP).

4 . 2 . 6 . 87 Figure 4 . 2 . 6

 42687426 Figure 4.2.6 Comparison of the gyration diameter values (Dg) determined from a Guinier plot representation of the scattering data for P123/CTAB and P123/CTAF samples at 25 °C.

Figure 4 . 2 . 7

 427 Figure 4.2.7 shows a comparison of the Dg values for the P123/CTAF (Px:Fx) and P123/CTAFd (Px:Fdx), as well of the hydrodynamic radius values (Dh) measured by dynamic light scattering (DLS) of P123/CTAF micelles. The Dg and Dh values follow globally the same decreasing trend as the molar amount of CTAF (or CTAFd) is rising. It can be observed that the deuteration did not induce any alteration on the physico-chemistry behavior of the metallosurfactant, since the Dh values determine for both CTAF/P123 and CTAFd/P123 mixed micellar solutions are strongly close event for the sample P1F2 meaning that the micelle formation could undergoes a transition in the arrangement around the molar ratio r of 0.5.

Figure 4 . 2 . 7

 427 Figure 4.2.7 Comparison of the Dg of P123/CTAF and P123/CTAFd samples, and the hydrodynamic diameter Dh determined by DLS of P123/CTAF samples.

Figure 4 . 2 . 8 From the Figure 4 . 2 . 6 ,

 428426 Figure 4.2.8 Rg/Rh (gyration/hydrodynamic) ratio determined for P123/CTAF samples. From the Figure 4.2.6, one can notice also that the sample P1F2 is a kind of a pivot point as the Dg value is slightly above the trend curve that mainly drops to the Dg value of pure CTAF micelles.

Figure 4 . 2 . 9

 429 Figure 4.2.9 Comparison of the Dg values of P123/CTAF samples at 25°C and 40°C.

Figure 4 . 2 . 11

 4211 Figure 4.2.11 Dependence with respect to the CTAF/P123 molar ratio (r) of the (A) proportion of high spin c 5/2 , and (B) interactions between high spin Fe(III).

Figure 4 . 3 . 1

 431 Figure 4.3.1 Schematic representation of the sol-gel synthesis of silica materials through the selfassembling mechanism based on mixed micelles of metallo-surfactant CTAF and P123.

Figure 4 . 3 . 4 (

 434 Figure 4.3.4 (left) Infrared Attenuated Total Reflectance IR-ATR peaks of Fe@SiO2(r) materials and (right) UV-Vis diffuse reflectance spectra of pristine and iron loaded materials.

  and 1 H (in O-H and OH-OH states) increases as the CTAF content increases and the relaxation time decreases (Figure 4.3.5). The study of the 29 Si relaxation time

Figure 4 . 3 . 5 (

 435 Figure 4.3.5 (top) Chemical Shift of29 Si Q2,29 Si Q3,29 Si Q4,1 H OH,1 H OH-OH, and (down) Relaxation times of29 Si (short and long) and 1 H (short) for Fe@SiO2(r) materials (r=2, 5, 10).

Figure 4 . 3 . 6

 436 Figure 4.3.6 Relative elemental maps of Fe and Si obtained by EDX in the scanning TEM mode for (A)Fe@SiO2(1), (B) Fe@SiO2(2), (C) Fe@SiO2(5), (D) Fe@SiO2(10) (iron in green and silica in red) with the corresponding Si/Fe mass ratio for each sample.

Figure 4 .

 4 3.7).

Figure 4 . 3 . 7 (

 437 Figure 4.3.7 (top) Comparison of experimental atomic pair distribution functions (PDFs) in real space, G(r), for Fe@SiO2(r) materials (down) Allocation of the main interatomic distances in the range 2 -7 Å.

Figure 4 . 3 . 7

 437 shows the main atomic pairs contributing to the PDF peaks. It is obvious that the intensities of the PDF peaks Chap. 4 Synthesis of Metal@silica Catalysts 106 corresponding to the contributions of the Fe atoms increase as the CTAF surfactant content increases. The first two PDF peaks located in the r range of 1.9-2.6 Å are characteristic of Fe-O distances. The distribution of these bond lengths clearly indicate that the Fe center environment corresponds to a mixture of two spin states as was also determined from magnetic and NMR measurements and predicted from the theoretical calculations. It is noteworthy that the presence of the double peak between 1.9 and 2.6 Å indicates that two related Fe environments are seen in the confined. This structural organization is most likely correlated with the interatomic interactions. The interactions of the iron atoms with the silica pore walls result in the PDF peaks located at ~ 3 and 3.6 Å and thus indicate their confinement within the pores of the host silica matrices. Indeed, the formation of clusters or nanoparticles on the outer surface of the silica matrices will promote the growth of larger nanoparticles that eventually agglomerate. This effect will result in the PDF diagram by a spatial extent of atomic correlations. WAXS analysis were also performed and results did not show any diffraction of iron nanoparticles, which is consistent with the homogeneous distribution of Fe atoms (Figure4.3.8).

Figure 4 . 3 . 8

 438 Figure 4.3.8 Wide angle X-ray scattering WAXS measurements for Fe@SiO2(r) materials.

Figure 4 . 3 . 9

 439 shows the field dependence of the Fe@SiO2(r) measured at 10K after a first cooling at 15 K.min -1 . These measurements have been subtracted from the diamagnetic contribution of sample holder and pristine P@SiO2(r) silica (described in Annex 4.1), and have been scaled with Chap. 4 Synthesis of Metal@silica Catalysts 107 respect to Fe content using the elemental analysis results They can be fitted by a sum of two Brillouin functions as follow:

  The fit with , equation has been performed for samples exhibiting a Curie temperature dependence under 1 kOe above 10K (see Annex 4.1).

Figure 4 . 3 . 9

 439 Figure 4.3.9 Field dependence behavior of the magnetization measured at 10K and corrected from the diamagnetic signal for Fe@SiO2(r) (r = 1, 2, 5, 10) samples. It is plotted as a function of the dimensionless parameter ⁄ where is the Bohr magneton and the Boltzmann constant. The straight lines are fits by the sum of the two Brillouin functions corresponding to S = 5/2 and 1/2.

Figure 4 . 3 .

 43 10 shows the single iron atom adsorbed on the typical silica surface with a silanol coverage equal to 4.6 OH per nm 2 at top (left panel) and bridge (down panel) positions. From the values of the total energy determined for Fe/SiO2 (

Figure 4 . 3 . 10

 4310 Figure 4.3.10 Panels showing the single iron atom adsorbed on amorphous silica surface with a silanol density of 4.6 OH/nm 2 at top (left) and bridge (right) positions, respectively.

Figure 5 . 5

 55 Figure 5.5 Spectra of products evolution with time detected by the online mass spectrometer using 15%Fe@SBA-15-1SC catalyst.

Figure 5 . 6

 56 shows the cumulative yield percentage of small products (CO2, CH4, & C2H4) with respect to time, where the weighted amount of guaiacol injected during the reaction period (30min) is 77 mg (0.62 mmol). Remarkably, no CO

Figure 5 . 7 5 . 8 .

 5758 Figure5.7 reminds the reaction pathways for the guaiacol hydrodeoxygenation leading to the formation of desired products (phenol, BTX, xylene) and by-products (water, CO, CH4, CO2). In our opinion, the representation of the products yields (mole of product/mole guaiacol injected) as a function of XHDO is the best way to assess the catalyst, as presented in Figure5.8. Indeed, a given catalyst can exhibit good selectivity to hydrocarbons aromatics (as benzene) as low guaiacol conversion or low XHDO conversion. BTX can be formed in high yields by phenols conversion after the complete conversion of guaiacol therefore the formation of BTX as a function of guaiacol is not a good representation to assess the catalyst. It is of high importance to present the yields in products as a function of the XHDO. For instance, a catalyst can exhibit an interesting product yield in BTX at low XHDO but it may lead to a low selectivity in BTX at high HDO degrees due to the subsequent hydrogenation of aromatic rings or coke formation (Olcese et al., 2 2012). Therefore, such catalyst is not able to produce a high yield of target products.

Figure 5 . 7

 57 Figure 5.7 Guaiacol HDO reaction mechanisms, products and by-products.
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Figure 5 . 8

 58 Figure 5.8 Desired (phenol and BTX) and undesired (CH4) products yield in function of the HDO deoxygenation degree (XHDO) corresponding to different catalysts.

Figure 5 . 9

 59 Figure5.9 shows X-ray measurements data collected at room temperature of catalysts before reduction using a X'PERT Pro PANalytical multipurpose diffractometer (MPD) over a 2θ range of 8 to 108⁰. Those data are acquired by exposing powder samples to Cu-Kα X-ray radiation, which has a characteristic wavelength () of 1.5418 Å. X-ray radiations were generated from a Cu anode supplied with 40 kV and 40mA current.

Figure 5 . 10 .

 510 Copper chloride (CuCl) and copper hydroxide chloride (CuOHCl) resulting from impregnation are reduced into metal Cu species as showed. Figure 5.11

Figure 5 . 9

 59 Figure 5.9 XRD spectra of synthesized catalysts before reduction.

Figure 5 .

 5 Figure 5.10 XRD spectra of copper catalysts: (i) before reduction, and (ii) after reduction (at 500⁰C) and catalysis (guaiacol + H2 during 30min).

Figure 5 .

 5 Figure 5.11 XRD spectra of synthesized catalysts after reduction (at 500⁰C) and catalysis (guaiacol + H2 during 30min).

Figure A1. 1

 1 shows the significant contribution of those forces on the adsorption energies, with an average on crystalline surfaces of 59, 52, 38, and 32 % for CO, phenol flat π-int, phenol perp O-int, and water respectively. The effect of the dispersion forces on the total adsorption energy and the promotion of the DDO or the Hyd route is further interpreted in FigureA1.2.

Figure A1. 1 Figure A1. 2 Annex 2 .

 122 Figure A1.1 Dispersion (vdW) forces contribution on the adsorption energies.
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  Le rapport des surfactants métallique/non-ionique CTAF/P123 permet de contrôler non seulement le pourcentage de fer dans le matériau final mais encore les propriétés structurales de la silice. Quatre matériaux ont été synthétisés avec un rapport molaire CTAF/P123 égal à 1, 2, 5 et 10. Les propriétés texturales de ces matériaux ont été déterminées par plusieurs méthodes telles que la diffusion de rayons X aux petits angles (SAXS), les isothermes d'adsorption et de désorption d'azote (BET, BJH), et la microscopie électronique à transmission (TEM). L'absence d'agglomération des atomes de fer et de nanoparticules a été confirmée par des mesures magnétiques Squid, des mesures de résonnance magnétique nucléaire (NMR), des mesures de rayons X réalisées en synchrotron « pair-ditribution function » (PDF), et par cartographie des éléments obtenus par microscopie électronique a transmission (TEM). Les

Résumé de la Thèse en Français m silicique se produit. calculs DFT+U confirment les résultats trouvés durant les mesures magnétiques Squid à propos de l'état d'oxydation du fer (Fe(III) haut spin 5/2). Ces résultats suggèrent que les « SACs » préparés présentent une performance catalytique améliorée par rapport aux matériaux conventionnels.

11 

Pour déterminer la performance des matériaux synthétisés, des tests catalytiques ont été réalisés sur l'HDO du guaiacol (molécule modèle représentant les bio-huiles), dans des conditions expérimentales (température, pression partielle d'H2.…) similaires à celles utilisées par Olcese et al.

17,18

  

	Low pressure (no H2	Difficult regeneration of catalyst
	consumption)	(Char agglomeration)

Noguchi process ; 19 Catalytic hydrotreatment of lignin dissolved on lignin-based phenolic mixture

  

			Expensive reactors for
		High yield of monophenols	hydrotreatment at T>673K,
			complex distillation of products
	Lignol process; 20 catalytic ellubated bed	Production of phenol and cresols	Formation of carbonaceous solid and clogging of the bed

Pyrolysis and low pressure, gas phase, HDO of phenolic bio-oil vapors (this work) 21-27

  

	HDO catalysts not in contact with char, low pressure, cheap and regenerated catalysts	Need the development of steady state lignin pyrolysis reactor

Table 1 .2

 1 Examples of catalysts and supports used in HDO of lignin-derived bio-oils under different conditions.

	DMO
	DMO
	DME

Table 1 .3

 1 Comparison of the activity and selectivity of different catalysts and supports used for the HDO of guaiacol.

	Catalyst	Operating conditions (P, T)	Conversion	Selectivity	Reference
	55 wt.% Ni/SiO2	170 bar, 320⁰C	97.5%	Cyclic C5-C7 HCs & benzene (93%)	Bykova et al. 2011
	Ni2P/SiO2	1 bar, 300⁰C	80%	Phenol (30%), benzene (60%), anisole (10%)	Zhao et al. 2011
	Ru/Al2O3	40 bar, 250⁰C	100%	Cyclohexane (22%), cyclohexanol (35%)	Lee et al. 2012
	CoMoS	40 bar, 300⁰C	50%	Benzene (42%)	Bui et al. 2011
	CoMoS/TiO2	40 bar, 300⁰C	100%	Phenol (61%), light compounds (14%), O-free products (18%)	Bui et al. 2011
	Ni2P/SiO2	1 bar, 300⁰C	99.5%	Benzene (72%), phenol (2%)	Wu et al. 2013
	Ni2P/Al2O3	1 bar, 300⁰C	99.6%	Benzene (31%), phenol (14%)	Wu et al. 2013
	Ni2P/ZrO2	1 bar, 300⁰C	96.5%	Benzene (33%), phenol (26%)	Wu et al. 2013

Table 1 .

 1 Phys Chem Chem Phys 2007, 9 (17), 2146-2152. (98) Tielens, F.; Gervais, C.; Lambert, J. F.; Mauri, F.; Costa, D. Ab Initio Study of the Hydroxylated Surface of Amorphous Silica: A Representative Model. Chem. Mater. 2008, 20 (10), 3336-3344. (99) Iarlori, S.; Ceresoli, D.; Bernasconi, M.; Donadio, D.; Parrinello, M. Dehydroxylation and Silanization of the Surfaces of β-Cristobalite Silica: An Ab Initio Simulation. J. Phys. Chem. B 2001, 105 (33), 8007-8013. (100) Handzlik, J.; Ogonowski, J. Structure of Isolated Molybdenum(VI) and Molybdenum(IV) Oxide Species on Silica: Periodic and Cluster DFT Studies. J. Phys. Chem. C 2012, 116 (9), 5571-5584. (101) Abbasi, A.; Nadimi, E.; Plänitz, P.; Radehaus, C. Density Functional Study of the Adsorption of Aspirin on the Hydroxylated (001) α-Quartz Surface. Surf. Sci. 2009, 603 (16), 2502-2506. (102) Folliet, N.; Gervais, C.; Costa, D.; Laurent, G.; Babonneau, F.; Stievano, L.; Lambert, J.-F.; Tielens, F. A Molecular Picture of the Adsorption of Glycine in Mesoporous Silica through NMR Experiments Combined with DFT-D Calculations. J. Phys. Chem. C 2013, 117 (8), 4104-4114. (103) Tielens, F.; Folliet, N.; Bondaz, L.; Etemovic, S.; Babonneau, F.; Gervais, C.; Azaïs, T. Molecular Picture of the Adsorption of Ibuprofen and Benzoic Acid on Hydrated Amorphous Silica through Gry oś, R.; Handzlik, J.; Tielens, F. Characterization of Moly denu Mono eric O ide Species Supported on Hydroxylated Silica: A DFT Study. Phys Chem Chem Phys 2014, 16 (34), 18253-18260. (112) Islam, M. M.; Costa, D.; Calatayud, M.; Tielens, F. Characterization of Supported Vanadium Oxide Species on Silica: A Periodic DFT Investigation. J. Phys. Chem. C 2009, 113 (24), 10740-10746. (113) Sauer, J.; Hobza, P.; Zahradnik, R. Quantum Chemical Investigation of Interaction Sites in Zeolites and Silica. J. Phys. Chem. 1980, 84 (24), 3318-3326. (114) Somorjai, G. A.; Li, Y. Major Successes of Theory-and-Experiment-Combined Studies in Surface Chemistry and Heterogeneous Catalysis. Top. Catal. 2010, 53 (5-6), 311-325.

	Surfactant type	Interaction	pH	Conditions Surfactant	Examples
	Ionic	Electrostatic direct Electrostatic indirect	S + I -S + X -I +	basic acidic	CTAB CTAB	MCM-41 (hexagonal) MCM-48 (cubic) MCM-50 (lamellar) SBA-1 (cubic) SBA-2 (hex) SBA-3 (hex)
			S 0 I 0	neutral primary amine	HMS
	Non-ionic	Hydrogen bonds	(S 0 H + )(X -I + )	very acidic	Cm(EO)nOH pluronic	SBA-11 (cubic) SBA-12 (hex) SBA-15 (hex) SBA-16 (cubic)

4 Different mesoporous materials depending on the synthesis conditions (pH, surfactant) and the surfactant-precursor interactions. (97) Goumans, T. P. M.; Wander, A.; Brown, W. A.; Catlow, C. R. A. Structure and Stability of the (001) α-Quartz Surface. DFT-D Calculations Combined with Solid-State NMR Experiments. J. Phys. Chem. C 2017, 121 (32), 17339-17347. (104) Rozanska, X.; Sautet, P.; Delbecq, F.; Lefebvre, F.; Borshch, S.; Chermette, H.; Basset, J.-M.; Grinenval, E. Polyoxometalate Grafting onto Silica: Stability Diagrams of H3PMo12O40 on {001}, { }, and { } β-Cristobalite Surfaces Analyzed by DFT. Phys. Chem. Chem. Phys. 2011, 13 (35), 15955. (105) Sautet, P.; Delbecq, F. Catalysis and Surface Organometallic Chemistry: A View from Theory and Simulations. Chem. Rev. 2010, 110 (3), 1788-1806. (106) Kumar, K.; Kumar, A. Adsorptive Separation of Carbon Dioxide from Flue Gas Using Mesoporous MCM-41: A Molecular Simulation Study. Korean J. Chem. Eng. 2018, 35 (2), 535-547. (107) Shen, J.; Hill, J. M.; Watwe, R. M.; Spiewak, B. E.; Dumesic, J. A. Microcalorimetric, Infrared Spectroscopic, and DFT Studies of Ethylene Adsorption on Pt/SiO2 and Pt-Sn/SiO2 Catalysts. J. Phys. Chem. B 1999, 103 (19), 3923-3934. (108) Jiang, D.; Sumpter, B. G.; Dai, S. Olefin Adsorption on Silica-Supported Silver Salts -A DFT Study. Langmuir 2006, 22 (13), 5716-5722. (109) Handzlik, J.; Grybos, R.; Tielens, F. Structure of Monomeric Chromium(VI) Oxide Species Supported on Silica: Periodic and Cluster DFT Studies. J. Phys. Chem. C 2013, 117, 8138-8149. (110) Guesmi, H.; Tielens, F. Chromium Oxide Species Supported on Silica: A Representative Periodic DFT Model. J. Phys. Chem. C 2012, 116 (1), 994-1001. (111) Guesmi, H.; (115) Rimola, A.; Fabbiani, M.; Sodupe, M.; Ugliengo, P.; Martra, G. How Does Silica Catalyze the Amide Bond Formation under Dry Conditions? Role of Specific Surface Silanol Pairs. ACS Catal. 2018, 8 (5), 4558-4568.
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 2 Jacob ladder presenting different examples of various exchange-correlation functionals.

		Jacob ladder -Accuracy	
	Scale	Method	Example
	Fifth Scale	Totally non-local	-
	Fourth Scale	Hybrid Meta GGA Hybrid GGA	M06 suite 31 B3LYP 32,33 , TPSSh 34
	Third Scale	Meta GGA	TPSS 35
	Second Scale	GGA	PW91 36 , BLYP 37,38 , PBE 39
	First Scale	LDA	VWN 40
		Ground	

  and the modular synthetic approach for the synthesis of Co/MOF for the photocatalytic CO2 reduction.

117 Figure 2.2.2 presents the catalyst activity with respect to metal size showing that as the metal size decreases, the highest activity is therefore obtained for supported metallic single atoms. 118 Chap.2 Theoretical and Experimental Methods 41

Figure 2.2.2 The catalyst activity with respect to the size of metal particles.

  Berro, Y.; Gueddida, S.; Lebègue, S.; Pasc, A.; Canilho, N.; Kassir, M.; El Haj Hassan, F.; Badawi, M., Appl. Surf. Sci., 2019, 494, 721-730.
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 3 

	Based on the models of Comas-Vives, 48 five types of silanols (isolated, nest-1, vicinal, nest-2,
	geminal) are present on the most saturated surfaces for 3.3 OH/nm 2 and higher. Nest 1 site is
	composed of a vicinal silanol and an isolated silanol while nest 2 is composed of a geminal silanol
	associated to one OH group of a neighbor vicinal silanol. For SiO2-2.0, one can observe the
	disappearance of nest-2 and geminal sites. For the most unsaturated surface SiO2-1.1, only isolated
	sites are present. If we compare the strength of adsorption sites per sites, the interaction of phenol
	with the silanols globally increase in the following order: isolated and vicinal (from -19 to 55
	kJ/mol) < geminal (from -22 to -76 kJ/mol) < nest-2 (from -31 to -77 kJ/mol) < nest-1 (from -33
	to -120 kJ/mol).

Table 3 . 2

 32 Phenol adsorption energies (kJ/mol) over different sites of amorphous surfaces with various silanol densities and types. The most favorable configuration for phenol adsorption is indicated in bold for each silanols density.Chap. 3 Atomistic Description of Phenol, CO and H2O Adsorption over Crystalline and Amorphous Silica Surfaces for Hydrodeoxygenation Applications

	Silanols Site	Isolated	Nest-1	Vicinal	Nest-2	Geminal
		perp O-int	-33	-54	-30	-65	-46
	SiO2-7.2	flat π-int	-34	-59	-26	-45	-29
		flat O-int	-31	-34	-55	-70	-51
		perp O-int	-26	-50	-29	-51	-27
	SiO2-5.9	flat π-int	-22	-46	-29	-31	-27
		flat O-int	-26	-52	-30	-35	-24
		perp O-int	-19	-69	-23	-62	-76
	SiO2-4.6	flat π-int	-42	-82	-33	-65	-43
		flat O-int	-27	-80	-19	-44	-58
		perp O-int	-34	-54	-20	-73	-23
	SiO2-3.3	flat π-int	-29	-33	-18	-42	-22
		flat O-int	-31	-117	-35	-77	-24
		perp O-int	-19	-53	-21	*	*
	SiO2-2.0	flat π-int	-22	-35	-17	*	*
		flat O-int	-30	-120	-38	*	*
		perp O-int	-22	*	*	*	*
	SiO2-1.1	flat π-int	-24	*	*	*	*
		flat O-int	-26	*	*	*	*
	For the SiO2-7.2 surface which presents the highest silanol density, the most favorable
	configuration for phenol adsorption is a flat O-int on the nest 2 (-70 kJ/mol), followed by a flat π-
	int on the nest 1 (-59 kJ/mol). For silanol density ranging from 2 to 5.9 OH/nm 2 , the phenol always
	prefers to accommodate on the nest 1, via a flat O-int mode, except for SiO2-4.6 where the flat O-
	int and flat π-int modes coexist (adsorption energy around -80 kJ/mol). In addition for this silanol
	density, phenol can adsorb quite strongly (-76 kJ/mol) on the geminal site through a perp O-int
	mode, which could favor the DDO route in HDO reaction.			
	For SiO2-2 and SiO2-3.3 surfaces, very high interaction energies (around -120 kJ/mol) are observed
	for nest 1, due to an optimal accommodation of the phenol molecule on the surface. For this

configuration (see Figure 3.8.f), two hydrogen bonds are formed, one between the H atom of the hydroxyl group of phenol and the O atom of an isolated silanol (1.72 Å), the other between the O atom of phenol and the H atom of a vicinal silanol (1.95 Å). In addition, a deformation of the

  As well, similar adsorption energy is found over the [001] α-quartz as that reported by Yang et al.73 (-58 kJ/mol compared to -53 kJ/mol). The competition between water and phenol cannot be considered minor, with an adsorption energy difference of about -10 kJ/mol, except on the [001] β-cristobalite surface. The water adsorption energy of those surfaces is much higher than the water liquefaction heat (-44 kJ/mol) that is usually used to define the hydrophobicity of the surface.

	for [111]
	β-cristobalite (-77 kJ/mol compared to -74 kJ/mol) and [001] β-cristobalite (-42 kJ/mol compared
	to -43 kJ/mol).

74,75 

Therefore, the [111] β-cristobalite, [101] β-cristobalite and [001] α-quartz surfaces can be considered as hydrophilic, unlike the [001] β-cristobalite surface where the adsorption energy of water is around -42 kJ/mol.

Table 3 . 3

 33 Inhibiting molecules competition: Adsorption energies (kJ/mol) of water, CO, and phenol over different sites of amorphous surfaces.

	Silanol Sites		Isolated Nest-1	Vicinal	Nest-2	Geminal
	Phenol	-34	-59	-55	-70	-51
	SiO2-7.2	H2O	-85	-67	-26	-74	-30
		CO	-18	-21	-18	-21	-19
	Phenol	-26	-52	-30	-51	-27
	SiO2-5.9	H2O	-76	-55	-39	-58	-24
		CO	-8	-9	-14	-14	-11
	Phenol	-42	-82	-33	-65	-76
	SiO2-4.6	H2O	-20	-81	-32	-63	-67
		CO	-10	-13	-12	-21	-13
	Phenol	-34	-117	-35	-77	-24
	SiO2-3.3	H2O	-34	-51	-24	-70	-19
		CO	-11	-11	-11	-12	-7
	Phenol	-30	-120	-38	*	*
	SiO2-2.0	H2O	-31	-55	-24	*	*
		CO	-14	-13	-11	*	*
	Phenol	-26	*	*	*	*
	SiO2-1.1	H2O	-33	*	*	*	*
		CO	-13	*	*	*	*

Table 4 .1.1

 4 Textural characteristics of silica materials: the interlayer distance/unit cell dimension for hexagonal networks dBragg/a0, the pore diameter ØBET, the wall thickness ε, the surface area SBET and SNLDFT, the mesopores volume V0.97, and the silanols density ρSi-OH.

		dBragg/a0 (nm)	ØBET (nm)	ε (nm)	SBET (m 2 •g -1 )	SNLDFT (m 2 •g -1 )	V0.97 (cm 3 •g -1 )	ρSi-OH (OH/nm 2 )
	SBA-15-3S	10.4/12.0 4.7/8.0	4.0	714	788	0.661	8.9
	SBA-15-3SC 9.3/10.7	4.7/7.3	3.4	674	754	0.642	1.8
	SBA-15-1SC 10.1/11.7	7.5	4.2	746	843	0.803	2.7

Table 4 .

 4 

	Silica	msilica/miron nitrate	miron nitrate (mg)	msilica (mg)	Vionized water (μL)	Iron loading (% Fe)
		0.60	57.7	34.6	131.7	29
	SBA-15-3S	0.77 0.85	56.0 56.4	43.5 47.9	127.0 128.8	22 22
		1.33	56.5	75.1	129.0	15
		0.60	61.0	36.6	138.6	25
	SBA-15-3SC	0.77 0.85	56.0 62.0	43.5 52.7	127.0 141.0	20 20
		1.16	57.2	66.4	130.0	15
		0.60	73.0	43.8	166.0	23
	SBA-15-1SC	0.77 0.85	62.0 74.7	48.2 63.5	140.6 170.0	18 18
		1.05	65.0	68.3	148.1	

1.2 Data concerning the impregnation procedure and the corresponding iron loading (%) for different silica/(iron nitrate) mass ratio.

3 Synthesis of Fe@SiO2 Following the Co-precipitation with Decomposition of Urea (DPU)

  

4.2.2 and summarized on Table 4.2.1.

  

Thus, the surface tension values recorded are plotted with respect to the total concentration of surfactant CCTAF+P123 (Figure 4.2.2). Therefore, the CMC values were deduced from the point of intersection between the tangents as shown by the dashed lines on Figures

Table 4 .2.1 Critical

 4 

micellar concentrations values obtained for P123, CTAF, and r=CTAF/P123 micellar solutions.

Table 4 .

 4 

	2.2 summarizes the

Table 4 .2.2

 4 Summary of the micellar samples, concentrations and operating conditions applied during the SANS experiments.

	r	Surfactant molar ratio CTAB, CTAF, or	Concentrations (mol/L)	Labelling	Temperature & solvent
		CTAFd			

Table 4 .3.1

 4 Textural properties of the Fe@SiO2(r) materials (r=1, 2, 5, 10): the interlayer distance/unit cell dimension for hexagonal networks dBragg/a0, the pore diameter ØBET, the wall thickness ε, the surface area SBET and SNLDFT, the mesopores volume V0.97, and the silanols density ρSi-OH.

		dBragg/a0 (nm)	ØBET (nm)	ε (nm)	SBET (m 2 /g)	SNLDFT (m 2 /g)	V0.97 (cm 3 /g)	ρSi-OH (OH/nm 2 )
	Fe@SiO2(1) 9.4/10.9 4.8/7.3/12.4	3.6	731	809	1.34	-
	Fe@SiO2(2)	8.2/9.5 5.0/6.6/12.3	2.9	750	819	1.41	5.5
	Fe@SiO2(5)	7.8/-	4.9	2.9	957	974	1.43	3.8
	Fe@SiO2(10)	6.6/-	5.5	1.1	993	1013	1.34	4.0

2 Structural and Textural Characterization of Fe@SiO2(r) Materials

  

Table 4 .

 4 3.2 for the ironloading values compared to SiO2). Those results were further confirmed by the elemental analysis maps obtained in the scanning transmission electron microscopy (STEM). The Fe content in these

Table 4 .3.2

 4 Fe content (wt.%) with respect to the total samples mass used to scale the magnetization. Fraction of Fe(III) spins in the high spin state (5/2) deduced from the temperature dependence of magnetization (Curie law) or field dependence of magnetization measured at 10 K.

		Fe loading (wt.%)	⁄	⁄
	Fe@SiO2(1)	0.23	0.72	0.71
	Fe@SiO2(2)	0.41	0.49	0.47
	Fe@SiO2(5)	0.97	0.31*	-
	Fe@SiO2(10)	1.08	0.25	0.24

Table 4 .3.3), one

 4 can deduce that the adsorption of the single iron atom on various amorphous silica-surface at different adsorption positions stabilizes the HS state. For the top positions, the HS state magnetic Chap. 4 Synthesis of Metal@silica Catalysts 109 moment of iron is 4.97 μB (S =5/2) while the one of the LS state is 1.00 μB (S =1/2), which

Table 4 .

 4 

	3.3 Total energies (in eV) for the adsorbed iron atom in its HS and LS states on SiO2-7.2, SiO2-4.6
	and SiO2-3.3 surfaces at different adsorption positions.			
	Surface	Position	Etot (eV)	Mag (μ B )	Ion	Spin State
	SiO2-7.2	Top Bridge	-2889.3588 -2888.6689 -2886.4333 -2885.4143	4.97 -1.00 4.00 0.00	Fe 3+ Fe 3+ Fe 2+ Fe 2+	HS LS HS LS
	SiO2-4.6	Top Bridge	-2795.1569 -2794.4990 -2793.3893 -2792.6772	4.99 1.00 4.00 0.00	Fe 3+ Fe 3+ Fe 2+ Fe 2+	HS LS HS LS
	SiO2-3.3	Top Bridge	-2745.5974 -2745.3764 -2743.4778 -2742.7219	4.99 1.00 4.00 1.00	Fe 3+ Fe 3+ Fe 2+ Fe 2+	HS LS HS LS

Table 5 . 2

 52 Quantitative analysis of products detected by μGC, and their total amount over the reaction period(30 min).

		Products Quantity (μmol/min)		Cumulative Products Quantity (μmol)
	Time (min)	CO CO2	CH4	C2H4	Δt (min)	CO	CO2	CH4	C2H4
	0.33	0	0.05436	0	0	0.33	0	0.01812	0	0
	5.22	0	0.05436 6.47996	0	5.22	0	0.28359	31.64382	0
	10.10 0 0.05436 5.25863	0	10.10	0	0.54906	57.32345	0
	14.98 0 0.05799 4.62078 0.05799 14.98	0	0.83223	79.88825	0.28317
	19.87 0 0.05799 4.30548 0.05074 19.87	0	1.1154	100.91334	0.53094
	24.75 0 0.06161 4.05179 0.05799 24.75	0	1.41626	120.69957	0.81411
	29.63 0 0.05436 3.70025 0.05074 29.63	0	1.68173	138.76911	1.06187
						Total (mol)	0	0.00168	0.13877	0.00106

Figure 5.6 Yield percentage of CH4 in function of time.

Table 5 .

 5 3 shows the products observed by GCMS, their corresponding retention time and area.Using RRF values (see Chapter 2), those products were quantified. The elemental molar balance (of C, O, and H), and the corresponding carbon yield of formed product (CO, CO2, CH4, benzene, phenol….) after 30 min are presented in Table5.4. The total carbon recovered and the total carbon yield are calculated and presented as well.

Table 5 . 3

 53 Quantitative quantity of products found by GCMS calculated from their corresponding areas and RRFs values with respect to the 1-tetradecene internal standard.

	Retention time R.T. (min)	Molecule	Molar mass (g/mol)	Area Ai	Relative response factor RRF	Molar quantity (mmol)	Mass (mg)
	6.36	Benzene	78	259999	2.76	0.016	1.283
	9.15	Toluene	92	96627	2.02	0.004	0.412
	17.22	Phenol	94	2845747	3.75	0.244	22.953
	20.05	Cresol	108	391527	2.15	0.019	2.085
	21.47	Guaiacol	124	1571852	3.15	0.113	14.061
		1-tetradecene					
	31.06	(internal	196	1725497	*	0.040	7.750
		standard)					

Table 5 . 4

 54 Elemental (C, O, and H) molar balance, and the corresponding carbon yield for each product.

	Molar Balance	Quantity (mmol)	C (mmol)	O (mmol)	H (mmol)	Cout/in (%)
	Guaiacol (In)	0.620	4.342	1.241	4.962	*
	Output products					
	CO	0	0	0	0	0
	CO2	0.002	0.002	0.003	0	0.04
	CH4	0.139	0.139	0	0.555	3.2
	C2H4	0.001	0.002	0	0.004	0.05
	Benzene	0.016	0.099	0	0.099	2.27
	Toluene	0.004	0.031	0	0.036	0.72
	Phenol	0.244	1.465	0.244	1.465	33.74
	Cresol	0.019	0.135	0.019	0.154	3.11
	Guaiacol	0.113	0.794	0.227	0.907	18.28
	Total	0.539	2.667	0.494	3.216	61.42

Table 5 . 7

 57 Performance of catalysts by mean of HDO catalytic activity (AHDO . -1 .-1 ) comparing to literature.

	Catalyst Ni5Cu/SZ-3	AHDO (10 -7 . -. 20.81	-)	Reference Zhang et al. 21	Conditions T=340⁰C, PH2=50 bar 2 hours reaction
	Fe-Cu@SBA-15-3SC				

Chapter 4

Synthesis of Metal@silica Catalysts

Magnetic Studies

The magnetic properties of micellar solutions (in D2O) were performed using a PPMS-9T (Physical Property Measurements System) from Quantum Design. Samples are measured at a field dependence of magnetization of 5 kOe with a range of temperature decreased from 70K to 2K, and the contribution of D2O solvent was excluded. Hydrodeoxygenation Catalytic Tests

Chap. 5 Hydrodeoxygenation Catalytic Tests

In this Chapter, we present the HDO catalytic tests for guaiacol conversion in order to determine the catalytic performance of synthesized materials. Those experiments enable us to understand the effect of the silica support textural properties (pore size and silanols density), copper incorporation, and synthesis method (impregnation, co-precipitation, sol-gel using metallosurfactants).

Introduction

Catalytic Materials

Among single iron atom catalysts (SACs) described in Chap 4. Part. 3, only the Fe@SiO2 (10) having the higher percentage of iron (around 1wt.%) have been tested for guaiacol conversion due to the unsatisfactory results obtained.

Silica supported metal (15%Fe@SBA-15-1SC, 15%Fe@SBA-15-3S, 15%Fe@SBA-15-3SC, and 15%Cu@SBA-15-3SC) and bimetallic (15%Fe3%Cu@SBA-15-3SC) catalysts, synthesized by the simple impregnation, were all tested. The 15%Fe@SBA-15-3SC-DPU, synthesized through the co-precipitation with decomposition of urea (DPU), is tested in order to determine the effect of the reduction step on the catalytic performance (see Chap 4. Part. 1). Table 5.1 presents the catalysts used and the main characteristics of each one. Results obtained from catalytic tests allow investigating the effect of the silica support structural properties. SBA-15-1SC silica was washed for one day and calcined, SBA-15-3S silica was washed for three days, while SBA-15-3SC silica was washed for three days and calcined. The synthesis method (sol-gel using metallosurfactant, impregnation, and co-precipitation with decomposition of urea DPU), and copper incorporation (Fe-Cu vs. Fe) are also studied. 

Conversion, Activity, Aromatics Selectivity, Carbon Yield, and Carbon Selectivity

In order to interpret the catalytic performance of the synthesized materials for the HDO of guaiacol, different terms are defined and computed. The conversion percentage of guaiacol (Xgua %), determined at the end of the reaction (during 30 min time on stream), is calculated as the percentage of converted guaiacol quantity (during 30 min, based on GC/MS-FID quantification) with respect to the initial quantity injected as follow:

The deoxygenation degree XHDO (%) is a function of the mol number of condensed products (ni) (except for unreacted guaiacol), and the number of oxygen atoms in the product i (ai) as follow:

Chap. 5 Hydrodeoxygenation Catalytic Tests 120

Those definitions for guaiacol conversion (Xgua) and deoxygenation degree (HDO) have been proposed by Olcese et al. 2 in agreement with Bykova et al. 6 previously. However, as we aim to produce aromatics under less hydrogen consumption, those parameters do not give a clear idea about the catalyst selectivity with respect to desired aromatic products (partially or totally deoxygenated) including phenol, benzene, toluene, cresol, and xylenes. The yield of each product can be calculated as the quantity produced divided by the injected quantity of guaiacol; the following equation shows the calculation of the phenol yield.

Therefore, the percentage selectivity of phenol (Sphenol) can be calculated by dividing its yield on the guaiacol conversion as follows:

Similarly, the yield and selectivity of HDO desired aromatic products (phenol, cresol, BTX) are calculated as follow:

The HDO catalytic activity (AHDO . ℎ -1 .

-1 ) is calculated from the molar flow rate of injected guaiacol, the mass of the catalyst and the yield of HDO desired aromatics (phenol, BTX, cresol):

An elemental molar balance (C, O, and H) is performed taking into consideration the condensed products analyzed by GCMS, as well small molecules (CO, CO2, CH4…) quantified by the μGC.

The HDO carbon yield (YC.HDO) can be calculated as the sum of moles of carbon of all desired aromatic products (phenol, BTX, cresol) divided by the number of moles of carbon of the injected guaiacol as follows:

. % = * ∑ .

. ⁄ (8)

Equation ( 9) is used to compute the HDO carbon selectivity (SC.HDO).

. % = * .

⁄ (9)

.2 Spectra of products evolution with time detected by the online mass spectrometer using Fe@SiO2( 10) catalyst.

In order to interpret those unsatisfactory results obtained for the Fe@SiO2(10) single atom catalysts (SACs), the first that come to mind is to check the speciation of the catalytic sites. Thus, we have to verify the oxidation state of iron species and to confirm the existence or not of metal iron through the reduction step. X-ray powder analysis (X'PERT Pro CuKα) was performed; however, iron species were not detected due their atomic behavior. Therefore, 57 Fe Mössbauer measurements were performed by Prof. Malaman (IJL, Université de Lorraine) using a constantacceleration spectrometer in standard transmission geometry with a 57 CoRh source at 300 K. 7 Figure 5.3 shows the Mössbauer spectra of the Fe@SiO2(10) before reduction, after reduction at 500⁰C (with passivation), after reduction at 500⁰C with catalysis, and after temperature programmed reduction TPR analysis at 800⁰C. None of those spectra present any trace of metal iron. However, the catalytic activity of metal catalysts is dependent on the quantity of metal nanoparticles and their size. Thus, unsatisfactory catalysis results can be related to the nonformation of metal iron due to the difficulty of reduction of Fe(III) which exhibits strong chemical interactions with the silica framework.

In order to understand more properly the reduction step, TPR measurements were performed. Figure 5.4 compares the hydrogen consumption, with respect to time and temperature, for single atom catalyst Fe@SiO2(10) and conventionally-synthetized catalyst 15%Fe@SBA-15-1SC.

Comparing TPR data for the two catalysts proves that the Fe(III) reduction into metallic iron is nearly negligible for the SAC Fe@SiO2(10) even at high temperature, which can be due to the strong interactions with the silica surface. Fe@SiO2(10) Reduction 500⁰C

Fe(III) Fe(II)

Fe@SiO2(10) Before reduction

Fe(III)
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Figure 5.12 Mössbauer spectra of 15%Fe@SBA-15-3SC catalyst: (i) before reduction, (ii) after reduction (at 500⁰C), (iii) after reduction (at 500⁰C) and catalysis (guaiacol + H2 during 30 min), and

(iv) after temperature programmed reduction (TPR at 800⁰C).

Furthermore, the Mössbauer spectrum corresponding to the catalyst after temperature programmed reduction (TPR) at 800⁰C can be fitted with the paramagnetic fayalite (Fe2SiO4) fitting model spectrum. 26,27 Those results are correlated with TPR results (Figure 5.4) where we observed that the hydrogen consumption reach a maximum at 500⁰C, then decreases as the temperature increase until 800⁰C where it increases again. This confirm that the formed Fe(0) species formed at 500⁰C and the remaining Fe(III) species continue their reduction into iron species that are chemically attached to the silica surface (Fe2SiO4).

Figure 5. 13 shows the Mössbauer spectra of different catalysts after reduction at 500⁰C with catalysis. The 15%Fe@SBA-15-3SC-DPU presents a similar spectrum as the 15%Fe@SBA-15-3SC with the same percentage of Fe(0) species of 25%. This was expected as both catalysts are reduced under the same conditions. Thus, in order to interpret the effect of the synthesis by co- then the percentage and size of iron nanoparticles should be compared.

Figure 5.13 Mössbauer spectra of catalysts after reduction (at 500⁰C) and catalysis (guaiacol + H2 during 30 min).

The 15%Fe@SBA-15-1SC spectra shows in addition to the Fe(III) central doublet peak, 5% of Fe(0) species and 24% of Cementite Fe3C species, as observed by XRD spectra. While the bimetallic Fe-Cu catalyst presented the highest percentage of Fe(0) of 38% with 47% of Cementite. Those two catalysts proved the better catalytic performance (conversion and aromatics selectivity)

comparing to other catalysts. Meanwhile, Mössbauer measurements are performed for catalysts after reduction at 500⁰C with no catalysis in order to determine the total metal iron percentage before catalysis (before formation of iron carbides).

Interpreting catalysis, XRD, and Mössbauer measurements proved that the 15%Fe@SBA-15-3SC that showed lower catalytic performance than 15%Fe@SBA-15-1SC and Fe-Cu catalyst can be better from them for longer residence time as Fe(0) are more stable and no iron carbides where formed. However, those iron carbide species present in the 15%Fe@SBA-15-1SC and bimetallic Chap. 5 Hydrodeoxygenation Catalytic Tests 138 catalysts can have a positive catalytic effect, and thus those catalysts can conserve their good performance for long residence time. Thus, to confirm those interpretations, new catalytic tests for longer residence time (4 hours) should be performed, and further temperature programmed oxidation (TPO) measures enable to determine the stability of catalysts with time.

Conclusions

HDO tests performed for the guaiacol conversion enlightened the effect of the silica support textural properties, the incorporation of a bi-metal, and the synthesis method on the catalytic performance of Fe@silica materials. Results confirmed that in SACs, iron atom are chemically attached to the silica support, which inhibit their reduction into catalytically active Fe(0) sites, and therefore unsatisfactory performance is obtained. Among catalysts synthetized by the impregnation method, Cu showed the highest selectivity to aromatics (80% with 71% conversion after 30 min), while bi-metallic 15%Fe-3%Cu showed a better conversion (87% after 30 min) and a good selectivity of 72%. However, XRD and Mössbauer spectra shows that iron carbides is formed after the catalysis residence period. Thus, the bimetallic Fe-Cu catalyst performance should be tested at longer catalysis time (up to hours) in order to interpret its stability over time. As deduced from previous studies, nickel-based catalyst have a high selectivity to benzene; Thus, a tri-metallic Fe-Ni-Cu catalyst can be optimal to obtain a good activity and benzene selectivity. The silanols density of the silica support should be low (around 2 OH/nm 2 ) as non-calcined materials (with 8 OH/nm 2 ) showed null aromatics selectivity. For instance, the catalyst with the silica support is washed for one day (15%Fe@SBA-15-1SC) showed better catalytic performance than that with the silica washed for three days (15%Fe@SBA-15-3SC). But, the most of Fe(0) sites of the former become iron carbides after 30 min reaction period, while the later conserved the same amount of Fe(0) before and after catalysis of 25%. The iron carbide sites can have a positive or a negative catalytic effect. Thus, catalytic tests for longer time should be performed in order to determine the catalyst having the optimal conversion, aromatics selectivity and stability. Finally, the co-precipitation by decomposition of urea method, that allow to obtain more easily reduced Fe(II) species, proved a good performance while conserving Fe(0) sites. Thus, further studies should be applied as the elaboration of Fe-Cu or Fe-Ni-Cu catalysts following this method, and modifying the reduction conditions (temperature) in order to reduce the size of metal nanoparticles and therefore increase the number of active sites. 

Chap. 5 Hydrodeoxygenation Catalytic Tests

Conclusions and Perspectives

Annex 3. Thermogravimetric Analysis (TGA)

In order to investigate the water and silanols densities, ThermoGravimetric Analysis (TGA) was performed using a Netzsch STA 449F1 thermobalance. Approximately 10 to 15 mg of each sample were heated up to 1073 K at a rate of 5 K•min -1 under air for the decomposition of organics.

The specific surface area data obtained from BET analysis coupled with the mass loss data obtained from TGA for TR < T < 476 K, and 476 K < T < 1073 K are implemented in the following equations in order to determine the water, and silanols densities, respectively. Where NA is the Avogadro's number, 2 and are the weight loss for water and silanols respectively, mini is the initial weight of the sample, 2 is the molecular weight of water, and is the specific surface area.

Table A3.1 present the water and silanols mass loss, and the corresponding water and silanols densities for studied materials Fe@SiO2(r). For all materials, the silanols density was higher than the density of a conventional SBA-15 silica (around 2.50 OH/nm 2 ); this may be due to the existence of iron particles that obstruct silica crosslinking during the polymerization of the Where "" is the contribution of diamagnetism or residual ferromagnetism, is the paramagnetic susceptibility at low fields, and "C" is the Curie constant. From this value, the proportion " " of high versus low spins can be calculated as follow:

= * 5 ⁄ + - * ⁄ Where = / , 5/ is the Curie constant per Fe weight calculated using the following equation and including the molecular weight "": The slope of the magnetization versus field measured at low field is indeed lower due to the diamagnetic linear contribution of P@SiO2(1) silica and sample holder. The difference between these quantities has then been used to perform the correction from diamagnetism; it is at most around 10% of the slope at low fields. The same procedure has been applied for all samples except the Fe@SiO2(5) for which the range 15-30 K have been considered for the fit. it esxhibits a clear deviation from the Curie below 7 K. This deviation depends on the temperture history of the sample. It is then attributed to a high spin -low spin crossover. Such crossover has already been observed for the similar material previously studied. 4 A spin crossover is observed for the other samples below 10K, the deviation from the Curie law occurs below 15K for the Fe@SiO2(5).