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Introduction

Since the beginning the 1960's, the information storage has gathered the interest of a large part
of the scienti�c community. From the use of punch cards at the very beginning to hard disk
drives, the technological improvement in this industrial �eld have been outstanding, with an
exponential increase of the mass storage per surface unit, the decrease of the cost of memory,
and the enhancement of reading and writing technologies. In the meantime, the needs for digital
memory have skyrocketed due to the multiplication of numeric devices, and the development of
the internet to such an extent that the challenge of improving the speed, the size, and the energy
consumption of memory devices has never been harder to handle. In the past few decades, two
crucial keystones have lead to the modern magnetic memories that are used nowadays: the
discovery of giant magneto resistance, and the enhancement of the materials growth techniques.
Let us present shortly these two major steps in the history of digital memories.

The main discovery that has been made in this �eld is undoubtedly the discovery of the
giant magneto resistance (GMR) by Albert Fert [1] and Peter Grunberg [2]. Both researchers'
teams found simultaneously this phenomenon that was awarded the Nobel Prize of Physics for
the year 2007. The concept is based on the spin dependent transport in magnetic materials. In
the GMR, the dependence is used as follows: in a magnetic multilayered structure, the electric
resistance of the material depends on the respective orientations of the magnetisations of both
magnetic layers. Indeed, a parallel con�guration gives rise to a low resistance state in comparison
with the antiparallel con�guration, which leads to a high resistance state. This phenomenon
is of major importance: the control by any means of one layer's magnetisation while the other
one is pinned enables the control of the resistance state of the material. This step can be
understood as the writing of a remanent information through the magnetic con�guration of a
multilayer. Independently, the resistance state is accessible by basic electric measurements that
do not change the magnetic state of the magnetic system. This part can be interpreted as the
reading of the information wrapped in the magnetic state. These two con�gurations accessible
were largely used to code for magnetic information, with the lower and upper resistance states
representing \0" and \1" digital bits. The discovery of GMR has lead to the rise of spintronics.

Additionally, some other scienti�c progress lead the researchers to be able to use practically
this phenomenon in actual devices. The improvement of thin �lm deposition has been the key
technological advance that lead to the growth of magnetic layers that were adequate for memory
device fabrication. Indeed, many experimental techniques allow us to grow high quality thin
�lms in the subnanometer scale. Amongst them, the magnetron sputtering is one of the most
popular due to the reliability for the thicknesses grown, and the deposition rate.

In this scienti�c context, my Ph. D is the result of the collaboration between Vinci Tech-
nologies, one of the world's major companies in the �eld of ultra high vacuum deposition tools,
and the Institut Jean Lamour, one of the leading laboratories in the domain of materials, nano-
magnetism and spintronics. The company Vinci Technologies, major actor of the French and
international industry, is divided in two main branches. One of its �eld of activities is the
development of equipment for the oil extraction industry. The second main branch of Vinci
Technologies is what was called Meca 2000 earlier. Its main goal is to provide the most ef-
�cient deposition and growth tools under ultra high vacuum for industrial purposes as well
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as for fundamental research applications. The success of the company, and the high precision
of the equipment that is produced enabled the Institut Jean Lamour to fabricate e�ciently
high quality thin �lms, that enable an in-depth study of the properties of the magnetic sub-
nanometer multilayers. In this frame, the Ph. D work that is presented here is the result of
an academic/industrial fruitful collaboration that was funded by Vinci Technologies along with
the ANRT (Association Nationale Recherche Technologie), in which the characterisation of the
thin �lms grown on the tools provided by Vinci Technologies could lead to an optimisation of
the growth devices.

Figure 1: Logo of the company Vinci Technologies

The experimental works presented in this manuscript correspond to experiments that were
carried out on thin �lms that were deposited in the magnetron sputtering tool developed by
Vinci Technologies, which chamber is presented on the �gure 2.

Figure 2: Top view of the inside of the sputtering chamber: we can distinguish eight 2-inch
elemental materials targets, from which the thin �lms can be grown.

In that frame, Vinci Technologies' magnetron sputtering device provides ideal conditions
for a high precision deposition. The quality of the thin �lms grown by magnetron sputtering
is greatly impacted by the base vacuum reached in the chamber. The system that we are
presenting can reach until 5� 10� 9 mbar, that is to say an order of magnitude lower than
the adequate base pressure value. Furthermore, the number of targets that can be put in the
chamber simultaneously (8) enable the growth of complex heterostructures, using all of these
materials. We can also notice that many alloys can be grown using a co-sputtering process in
which several targets are sputtered at the same time. Many magnetic alloys were deposited
beyond the scope of this manuscript: we can especially mention the binary magnetic alloy
CoxTb1� x [3,4], or the ternary magnetic alloy GdFeCo. The precision of the composition that
can be achieved is the percent of atomic composition, leading to a great reliability in the quality
of the depositions made.

The quality of the deposition that is reached nowadays provides easy means to study very
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thin �lms, in which many interfacial e�ects like surface anisotropies or indirect exchange cou-
pling can be used and optimised (as shown in this manuscript). This was one of the last
technological bottlenecks that needed to be overcome to develop new spintronics concepts.

In this context, S. S. Parkin and his research group in IBM have proposed a new architecture
concerning the random access magnetic memories (MRAM), called \racetrack memory" [5],
involving new paradigms. Instead of displacing a reading head over a hard drive where the
information is written, the magnetic information is coded by small domains that can be displaced
by electric means towards the reading head that is �xed, as shown in �gure 3. Therefore, the
information is coded in a sequential way, and the writing of the information can occur at the
same time as the reading, but in a di�erent location.

This new method would present numerous advantages. First, it would avoid any mechanical
motion during the reading and writing of the information. Indeed, the information is displaced
through the circuit, and there is no need to displace the reading head to the relevant bit to
access the information. Furthermore, this new technology relies on spin current generation
and spin torques acting on the magnetisation, which could lead to a small loss of energy by
Joule e�ect. This could lead to an energetic e�ciency of the devices that could improve the
energy consumption from what is currently used. Eventually, in the best case, this memory
could be achieved in a three dimension geometry, by choosing adequately the architecture of
the racetrack. As a consequence, racetrack memories could be a way to increase signi�cantly
the magnetic memory storage density.

A comparative study of the racetrack memory and spin transfer torque magnetic random
access memory (STT MRAM) has been carried out in [6], which enlightens the numerous
improvements that could be obtained thanks to racetrack memory. The features compared are
the size, the energetic consumption and the system e�ciency, and both criteria are considerably
enhanced in the case of racetrack memory, which advocates for a further study in this �eld.

However, he concept of racetrack memory can thrive only if several technological challenges
can be overcome. This application needs at least two types of materials: a magnetic material
which magnetisation is supposed to contain the digital information, and a material that can
generate a spin current so as to manipulate the magnetisation of the latter. Therefore, the
study of both materials is the �rst step to the success of a device.

Parkin came up with the concept of racetrack memories in a certain context. Current-
induced domain wall motion had been predicted for decades by Berger [8{11], Slonczewski
[12, 13], Zhang and Li [14], and Tatara and Kohno [15]. These theoreticians had understood
that an electric current can act on the magnetisation and magnetic domains through angular
moment and spin transfer torques, which was the �rst step towards applications and experimen-
tal exploration. Later, numerous studies concerning current-induced domain wall motion were
carried out, showing a dramatic enhancement of the domain wall motion by adding current to
an applied magnetic �eld [16,17] and current-induced domain wall motion without any applied
magnetic �eld [18{20], leading to a record current-induced domain wall speed of 110m:s� 1 [21].
The progress made on the topic was quick, with a �rst proof of creation and displacement of
a series of domain walls with current pulses of a few tens of nanoseconds was achieved in 2008
by Hayashi, Parkin et al. [22]. Numerous studies followed, achieving current-induced domain
wall motion thanks to spin torques, with Rashba e�ect [23], chiral spin torques [24,25]. These
scienti�c advances have lead Parkin's research group to patent numerous technological applica-
tions, starting from the depinning of domain walls using current pulses [26,27], a unidirectional
racetrack memory device [28] (for which new possibilities by means of Dzyaloshinskii{Moriya
interaction were investigated later by [29]), magnetic racetrack memory devices in an undulating
energy landscape [30, 31]. Later, with the discovery of incredible current induced domain wall
speeds in synthetic ferrimagnets, IBM also patented domain wall motion in multilayers [32] and
more especially synthetic ferrimagnets [33], and eventually spin current switcheable memory
elements and their integration and fabrication [34]. An article was published later to announce
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Figure 3: (Excerpt from [7] ) Schematic and concept of magnetic memories: (a) top: rep-
resentation of a hard disk: the information is written in the orientation of the magnetisation
in domains, and a sensor can read the corresponding information; bottom: representation of
a spin transfer torque Magnetic Random Access Memory (MRAM). (b): detailed view of the
reading/writing parts of a racetrack memory: the information is coded in the orientation of
magnetic domains that can be moved towards a sensor without any mechanical means. In all
these images, the orientation of magnetisation within domains is represented by the colours red
and blue.

the fabrication of highly e�cient domain wall injectors, that would thus be the writing part of
the racetrack memory in [35].

This �eld of research was also very trendy amongst other research groups worldwide, with
some studies about the fabrication and the feasibility of racetrack memory of small dimen-
sions, around 40nm [36], and also the implementation of racetrack memory with perpendicular
magnetic anisotropy [37]. We can especially notice that the CoFeB alloy was temporarily
considered to be the magnetic material carrying the information of the racetrack memory in
nanowires [38,39].

Furthermore, the propagation of magnetic domain walls thanks to the spin currents is the
driving force of the magnetic memory cell that we plan to achieve. This phenomenon can
be optimised through a deep and thorough materials study, involving numerous properties of
thin multilayers. Lately, huge improvements have been achieved through the introduction of
new types of magnetic heterostructures, called synthetic ferrimagnets. Especially, the research
group of S. Parkin has investigated the magnetic domain wall propagation in ruthenium-based
synthetic ferrimagnets, achieving a record speed of 750m:s� 1 [40]. During the Ph.D that is
presented in this manuscript, higher domain wall speeds have even been observed in nearly
compensated ferrimagnets [41], setting the new speed record to 1.3km:s� 1.

In the most recent articles concerning racetrack memories, the latest alternative is to change
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the magnetic object representing the magnetic information. Instead of displacing domain walls,
Geng and Jin [42] proposed to displace magnetic vortices, which are magnetic structures that
can be stabilised and displaced with current. In line with this, the intensive study of magnetic
skyrmions has lead to the possibility to use this topologically protected magnetic con�guration
to be propagated in racetracks using current pulses or voltage control [43{46]. In this frame,
the article of [41] also proposes the displacement of magnetic skyrmions in racetracks, pointing
out the enhancement that would be enabled by using this new magnetic object.

Even though the most promising ways to improve racetrack memory seems to be the study of
current-induced skyrmions motion, we have not explored this horizon, neither did we have time
to perform current-induced domain wall propagation studies. The aim we focused on in this
manuscript is the behaviour of similar heterostructures to those that were used by Parkin's team
(that is to say ruthenium-based synthetic ferrimagnets), by replacing ruthenium with iridium.
This choice is motivated by similar properties of iridium and ruthenium concerning the synthetic
ferrimagnetic structure, as shown in [47,48] and a better spin current generation in iridium than
in ruthenium, which would lead to more e�cient racetrack memories. The conclusions that could
be drawn from literature concerning the spin current generation in iridium and ruthenium before
our works are scarce, due to very little experimental results in iridium [43, 49], and absolutely
no results for ruthenium. However, the spin current generation depends directly on the spin
orbit interaction, which is known to be linked to the atomic number as (Z � Z0)4 [50]. The
same dependence has been shown for the charge-to-spin conversion e�ciency [51],

Therefore, the problematic of this manuscript is the study of iridium-based synthetic ferri-
magnets by characterising on the one hand magnetic properties of the stacks, and on the other
hand, the spin current generation and transport in iridium so as to optimise the domain wall
propagation conditions in these structures. Thus, the results of this manuscript are organised
in the following way: in the �rst chapter, we present the relevant properties of the two types
of materials that are needed for a racetrack memory. Then, for the magnetic materials, we
describe the macrospin approximation through which we interpret several of our results, as well
as the magnetisation dynamics equations that rule the magnetisation behaviour in our samples.
The non magnetic materials are presented with the spin current generation e�ects, as well as
the indirect exchange that they can provide. Eventually, we display relevant results already
obtained in the literature for the current-induced domain wall motion, and we use these to
justify the synthetic ferrimagnetic heterostructure of the samples that we chose to study.

The second chapter is devoted to the presentation of experimental techniques and setups
that are used in order to establish the results presented in the manuscript. First, we present the
main experimental technique used to grow ultra thin layers with a great quality and purity of
the materials. Then, we show the methods that can be used to measure a magnetic hysteresis
loop of a material, especially vibrating sample measurements and magneto-optical microscopy.
Eventually, we describe two methods that can lead to the determination of spin transport
parameters of a material through ferromagnetic resonance, namely the spin transfer torque and
spin pumping ferromagnetic resonances. We provide a deeper understanding of the undelying
physics of these experimental methods in the fourth chapter.

In the third chapter, we show the results of the magnetic study of synthetic ferrimagnets
that we grew thanks to a magnetron sputtering equipment. We characterise �rst the magnetic
properties as a function of the thickness of ferromagnetic and non magnetic layers. Afterwards,
we modify the macrospin model used until then to add the temperature as a new parameter,
and study the synthetic ferrimagnets magnetic behaviour as a function of the temperature.
We distinguish in particular three main regimes corresponding to the magnetic transitions and
accessible magnetic states by sweeping the magnetic �eld. Eventually, after presenting literature
results about �eld-induced magnetic domain wall motion on synthetic ferrimagnets, we disclose
the results of an in-depth experimental study of the magnetic relaxation on such materials,
so as to explore new non monotonic magnetic relaxation that can occur at the limits between
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the two temperature regimes observed earlier. We �nd especially unusual non monotonic time
dependence magnetisations that we are able to understand using a two spin model presented in
the previous chapter.

The fourth chapter is devoted to the spin currents in a non magnetic material due to direct
and inverse spin Hall e�ects (SHE). We �rst introduce two wide spread ferromagnetic resonance
techniques to probe the SHE: spin torque and spin pumping ferromagnetic resonances (ST-FMR
and SP-FMR). Then, we present an extensive study of the ferromagnetic resonance using the
most general framework possible: spherical coordinates and an arbitrary energy density to
take into account various interactions. We use the results displayed here to make an accurate
comparison between ST- and SP- FMR, and provide general formulas, as functions of the
geometry of the experimental setup, in order to provide at the end of this chapter a comparative
analysis of the spin Hall e�ect in iridium and platinum.

Despite the fact that we did not treat skyrmion racetrack memory in this manuscript, let
us point out that the works that have been carried out can still be transposed to any magnetic
object carrying a magnetic information in a racetrack memory. Indeed, as long as the means
through which the magnetic objects motion is controlled is mainly the spin currents, obtained
by spin orbit torques, the results proposed in this manuscript can be used. Furthermore, it
is relevant to notice that beyond this scope, synthetic antiferromagnetics spintronics is still a
vivid research �eld [52], for which many contributions are expected for the next decade.



R�esum�e

Les technologies de l'information ont toujours eu une place strat�egique dans les soci�et�es hu-
maines. Depuis l'av�enement de l'�ecriture, la transmission des savoirs et des id�ees �a grandes
�echelles spatiales et temporelles est possible. En cons�equence, les progr�es des connaissances ont
connu une �evolution exponentielle, entre autres grâce �a l'am�elioration continue des technologies
de l'information. Si, dans les premiers temps, celle-ci a �et�e rendue possible grâce �a des papyrus
ou des tablettes d'argile dans le bassin m�editerran�een au cours de l'Antiquit�e, l'invention de
l'imprimerie par Gutemberg au XV e si�ecle a permis un de r�ealiser un saut technologique qui ne
fut surpass�e que plusieurs si�ecles plus tard, avec le d�eveloppement des technologies magn�etiques
au XXe si�ecle. Apr�es les bandes magn�etiques, furent utilis�ees des supports num�eriques que nous
connaissons aujourd'hui, comprenant entre autres les disques durs et clefs USB. Aujourd'hui
omnipr�esents, de tels objets d'utilisation courante sont issus d'un travail de recherche de longue
haleine, partant de la r�evolution quantique du d�ebut du si�ecle dernier jusqu'�a des d�ecouvertes
telles celle de la magn�etor�esistance g�eante, qui valut �a Albert Fert et Peter Grunberg le prix
Nobel de physique en 2007.

Ce domaine industriel et scienti�que est �a l'heure actuelle encore tr�es actif : depuis les ann�ees
1960, les progr�es ont permis de maintenir une augmentation des performances, tant en termes
de densit�e de stockage de l'information que dans le prix par unit�e de m�emoire, �a un rythme
exponentiel, connu sous le nom de loi de Moore. Aujourd'hui, si les pr�eoccupations de taille et
de coût sont encore importantes, les limites physiques de la miniaturisation sont en passe d'être
atteintes, et les progr�es futurs sont vraisemblablement amen�es �a consid�erer l'utilisation de la
troisi�eme dimension, par opposition avec les syst�emes plans que l'on utilise encore actuellement.

Historiquement, la d�ecouverte du magn�etisme remonte au moins �a l'Antiquit�e. On attribue
g�en�eralement �a Thal�es de Millet et Aristote les premi�eres discussions scienti�ques concernant le
magn�etisme, au Ve si�ecle avant notre �ere. Par ailleurs, les propri�et�es magn�etiques des mat�eriaux
furent utilis�ees largement pendant le Moyen Âge, notamment �a travers l'usage des boussoles
dans le domaine de la navigation. Les explorateurs constatent �a travers cela la r�emanence
magn�etique, c'est-�a-dire d'une certaine fa�con, le stockage d'une information correspondant �a la
position du pôle magn�etique nord du globe terrestre. Bien qu'alors, les humains �etaient plus
enclins �a donner des interpr�etations mystiques que scienti�ques au magn�etisme, l'observation
et l'exp�erience de ces ph�enom�enes �etait �etablie.

Ce n'est qu'avec l'av�enement de la physique quantique, et en particulier la d�ecouverte du spin
de l'�electron comme quantit�e intrins�eque sans analogue classique, qu'un formalisme scienti�que
rigoureux permet d'appr�ehender le magn�etisme. Ainsi, les d�ecouvertes s'enchâ�nent, et les
mod�eles propos�es pour expliquer les comportements des di��erents mat�eriaux sont de plus en
plus pr�ecis. On observe notamment le ferrimagn�etisme et l'antiferromagn�etisme dont les preuves
exp�erimentales �etaient plus di�ciles �a soup�conner que dans le cas du ferromagn�etisme.

Les avanc�ees dans le domaine de la croissance des mat�eriaux permettent d�es les ann�ees 1960
de songer �a r�ealiser des m�emoires magn�etiques en utilisant des aimants de petites dimensions.
L'aimantation est alors manipul�ee avec des champs magn�etiques, et l'information est cod�ee par
l'orientation de l'aimantation. Pour la lecture de l'information, le ph�enom�ene physique qui est
utilis�e couramment de nos jours est la magn�etor�esistance g�eante : une alternance d'orientations



10 CONTENTS

de l'aimantation induit une r�esistance plus forte qu'une succession de couches avec des aiman-
tations align�ees dans la même direction. Ce ph�enom�ene physique de la plus haute importance
est d�ecouvert en 1988, et permet le d�eveloppement du disque dur.

Les avanc�ees dans les technologies de l'information ne sont rendues possible que du fait
d'une am�elioration vertigineuse des techniques de croissance des mat�eriaux en couches minces
qui s'op�erent dans le même temps. Les possibilit�es o�ertes par le d�epôt par voie physique,
notamment la pulv�erisation cathodique magn�etron, permettent entre autres de r�ealiser des
d�epôts de mati�ere de haute qualit�e avec des hauteurs tr�es faibles, ce qui permet de r�eduire les
�epaisseurs jusqu'�a des �echelles nanom�etriques.

Cette technologie fait �egalement surgir des e�ets de surface et d'interfaces qui ne sont visi-
bles que dans des syst�emes �a tr�es faible �epaisseur. On utilise donc les propri�et�es de mat�eriaux
qui sont quasiment en deux dimensions. Parmi les nombreux e�ets �etudi�es en particulier dans
ce manuscrit, on peut citer en particulier les anisotropies magn�etocristallines de surface, qui
permettent en particulier d'obtenir des syst�emes dont l'aimantation est perpendiculaire au plan
de d�epôt de la couche mince, et �egalement le couplage RKKY (du nom des d�ecouvreurs Ruder-
man, Kittel, Kasuya et Yosida), permettant de mâ�triser l'in
uence de deux couches adjacentes
l'une sur l'autre.

En�n, �a la suite de travaux th�eoriques pr�edisant la possibilit�e de manipuler l'aimantation
�a l'aide de courants polaris�es en spin dans les ann�ees 1970, en particulier grâce �a des couples
de transfert de spin, les progr�es techniques ont engag�e des recherches exp�erimentales dans cette
direction. Les exp�eriences et th�eories mettant en jeu des courants �electriques polaris�es en spin
constituent �a elles seules une nouvelle branche de la physique, nomm�ee �electronique de spin ou
spintronique. Une nouvelle �etape a �et�e franchie avec la d�ecouverte de purs courants de spin, ne
mettant plus en jeu de d�eplacement d'�electrons, et diminuant d'autant les pertes �energ�etiques
par e�et Joule. La g�en�eration de ce type de courants a �et�e port�ee entre autres par les techniques
de pompage de spin, li�ees �a la dynamique de l'aimantation, champ de la physique un peu plus
ancien, d�ej�a explor�e dans les ann�ees 1940.

Pour la spintronique, la diminution des dimensions a �et�e l'un des plus importants leviers de
d�eveloppement, puisque l'une des particularit�es de cette branche de la physique est d'utiliser
un courant polaris�e en spin pour agir sur l'aimantation d'un mat�eriau magn�etique. Un des
enjeux exp�erimentaux �etait donc la densit�e de courant polaris�e qui �etait n�ecessaire pour par-
venir �a des exp�eriences concluantes. La faible taille des mat�eriaux magn�etiques sur lesquels
on souhaitait agir �etait �egalement un pr�erequis, pour minimiser l'amplitude des couples �a ap-
pliquer �a l'aimantation. Les premiers articles th�eoriques parlaient de plusieurs amp�eres pour
observer une interaction entre l'aimantation et les courants, ce qui �etait absolument inenvisage-
able en l'�etat. La miniaturisation a donc eu �egalement le b�en�e�ce de permettre l'av�enement de
l'�electronique de spin dans les ann�ees 1990.

Cette g�en�eration de courants de spin est actuellement un sujet actuel dans le domaine
du nanomagn�etisme, et les exp�erimentateurs d'�evertuent �a synth�etiser les mat�eriaux les plus
prometteurs �a cet e�et, dans le but de r�ealiser des dispositifs d'�electronique de spin plus perfor-
mants, et moins gourmands en �energie. Dans ce cadre, la comparaison entre di��erents mat�eriaux
est un sujet �epineux du fait de la vari�et�e des m�ethodes exp�erimentales permettant de mesurer les
propri�et�es de transport de courant de spin des mat�eriaux. Il est en e�et notoire que les valeurs
obtenues par di��erents groupes de recherche dans le monde peuvent varier de plus d'un ordre
de grandeur, malgr�e des conditions exp�erimentales cens�ees être quasiment identiques. Malgr�e
l'a�nement progressif des mod�eles, certaines hypoth�eses ne sont pas encore questionn�ees, et ce
manuscrit en adresse certaines par un examen pr�ecis de deux techniques exp�erimentales, comme
pr�ecis�e ci-dessous.

Dans ce cadre technologique et acad�emique, l'entreprise Vinci Technologies a pris un rôle
moteur, en �etant �a la pointe de la r�ealisation d'�equipements de d�epôts de mat�eriaux de hautes
performances. Scind�ee en quatre divisions principales, cette entreprise a en e�et incorpor�e
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la soci�et�e MECA2000 pour en faire sa division \Thin �lm deposition { Ultra high vacuum
{ Nanotechnology", ce qui lui permet d'être un acteur majeur du domaine, proposant des
�equipements destin�es tant aux industriels qu'aux �etablissements acad�emiques. En mâ�trisant
les technologies de l'ultra vide, ainsi que les techniques de croissance des mat�eriaux, cette
compagnie est capable de produire parmi les meilleurs �equipements de pulv�erisation magn�etron
disponibles sur le march�e.

Du fait de cette position particuli�ere, l'entreprise Vinci Technologies a �nanc�e, avec l'aide
de l'Agence Nationale Recherche Technologie (A.N.R.T.) la th�ese pr�esent�ee dans ce manuscrit,
dans le but d'optimiser les outils de d�epôt de mat�eriaux pour l'�electronique de spin, notamment
pour le d�epôt de terres rares comme le gadolinium et le terbium. Ce travail de recherche
et d�eveloppement d'outils de pointe a une vis�ee double. D'une part, il permet d'accrô�tre la
qualit�e des moyens d�edi�es �a la recherche acad�emique dans des domaines de pointe, et d'autre
part, il permet d'obtenir des quali�cations d'un outil utilis�e de mani�ere habituelle dans un cadre
industriel, du fait de la bonne connaissance du proc�ed�e, de sa �abilit�e et de sa pr�ecision.

Le cadre technologique plus sp�eci�que dans lequel s'inscrit ce travail de doctorat est celui
des m�emoires de type racetrack. Cette alternative technologique consiste �a r�ealiser une tech-
nologie de stockage de l'information bas�ee sur le d�eplacement de parois magn�etiques. Intro-
duite par l'�equipe de recherche de Stuart Parkin dans les ann�ees 2000, cette m�ethode pr�esente
plusieurs avantages. Tout d'abord, un d�eplacement de l'information contenue dans une structure
magn�etique telle une paroi de domaine permet d'�eviter les d�eplacements m�ecaniques qui exis-
tent dans les syst�emes actuels, o�u l'information est localis�ee, et le lecteur d'information doit se
d�eplacer jusqu'�a la cellule d'information pour la lire. Il est �egalement notable que cette technolo-
gie fonctionnerait principalement par l'action de couples sur l'aimantation par de purs courants
de spin, n'impliquant pas de d�eplacement de charges. De ce fait, la dissipation d'�energie par
e�et Joule serait limit�ee, ce qui am�eliorerait sensiblement l'e�cacit�e �energ�etique des dispositifs.
En�n, l'une des plus grandes forces de cette innovation est la possibilit�e, �a terme, d'utiliser les
trois dimensions, pour peu que l'on soit capable de r�ealiser une piste sur laquelle propager une
structure magn�etique sur une surface non plane. De la sorte, les probl�ematiques de densit�e de
stockage de l'information trouveraient une solution idoine.

Les travaux r�ealis�es sur la propagation de parois magn�etiques dans des couches minces ont
permis de d�eterminer que les mat�eriaux dits ferrimagn�etiques de synth�ese faisaient partie des
candidats les plus prometteurs pour les m�emoires magn�etiques de type racetrack. Ces mat�eriaux
sont constitu�es de deux couches minces magn�etiques s�epar�ees par une �ne couche d'un mat�eriau
donnant lieu �a un couplage indirect entre les deux couches magn�etiques.

Dans ce manuscrit, nous avons explor�e les propri�et�es des mat�eriaux ferrimagn�etiques de
synth�ese dans lesquels l'iridium a �et�e choisi pour s�eparer deux couches magn�etiques de cobalt
dans un syst�eme �a aimantation perpendiculaire. L'int�erêt que nous portons dans ce cas �a
l'iridium est dû �a plusieurs �el�ements. D'une part, l'iridium est connu pour la grande amplitude
de couplage indirect qu'il o�re quand il est plac�e entre deux couches magn�etiques. Il est donc
ais�e de r�ealiser des mat�eriaux ferrimagn�etiques de synth�ese �a base d'iridium. D'autre part,
l'iridium permet de promouvoir l'aimantation perpendiculaire dans les interfaces avec le cobalt,
ce qui nous donne un couple de mat�eriaux satisfaisants pour lancer notre �etude. En�n, l'iridium
a une grande valeur de couplage spin-orbite, ce qui permet d'envisager que c'est un mat�eriau
de choix pour la g�en�eration de purs courants de spin. Ce serait donc une brique triplement
active dans les multicouches que nous souhaitons �etudier. Nous proposons donc une �etude
des mat�eriaux ferrimagn�etiques de synth�ese visant �a caract�eriser le potentiel de ces mat�eriaux
�a r�ealiser des m�emoires magn�etiques de type racetrack, et d'une mani�ere plus g�en�erale, leurs
propri�et�es pour l'�electronique de spin.

Dans un premier chapitre, nous pr�esentons des concepts de base de nanomagn�etisme perme-
ttant une bonne compr�ehension des probl�ematiques trait�ees dans le reste du manuscrit. Nous
donnons entre autres des r�esultats bibliographiques pour positionner notre �etude dans le cadre
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de la recherche actuelle. En particulier, apr�es un rappel des notions de moment magn�etique et
d'aimantation, nous pr�esentons une repr�esentation des interactions magn�etiques en utilisant un
formalisme de densit�es d'�energie, puis en d�eduisons les structures magn�etiques que l'on peut
trouver dans un mat�eriau ferromagn�etique classique (comme des parois de domaine), ainsi que
dans le cas d'un mat�eriau ferrimagn�etique de synth�ese.

�A partir de cela, nous caract�erisons un syst�eme mod�ele de mat�eriau ferrimagn�etique de
synth�ese �a base d'iridium optimis�e pour l'application de m�emoires magn�etiques de type race-
track. Nous donnons des sp�eci�cations concernant les champs magn�etiques de renversement de
l'aimantation dans une con�guration de cycle magn�etique avec champ appliqu�e dans un axe de
facile aimantation. Cette �etude sert de base au chapitre suivant, dont l'objet est entre autres
la r�ealisation exp�erimentale de ce syst�eme mod�ele.

Le deuxi�eme chapitre est consacr�e �a la description de techniques exp�erimentales utilis�ees
pour obtenir les r�esultats pr�esent�es dans le manuscrit. Nous d�ecrivons tout d'abord la pulv�erisation
cathodique magn�etron, m�ethode de d�epôt qui a permis la croissance de tous les �echantillons
�etudi�es. Nous pr�esentons �egalement les di��erentes m�ethodes permettant de r�ealiser une courbe
d'aimantation, mesude sur laquelle sont bas�es les r�esultats du troisi�eme chapitre. En�n, nous
d�ecrivons deux m�ethodes permettant de mesurer les propri�et�es de transport de spin des mat�eriaux,
la r�esonance ferromagn�etique par couple de transfert de spin, et par pompage de spin. Nous
revenons plus en d�etail sur les ph�enom�enes physiques mis en jeu dans le quatri�eme chapitre.

Dans le troisi�eme chapitre, nous pr�esentons les r�esultats relatifs �a la croissance de mat�eriaux
ferrimagn�etiques de synth�ese. Nous nous int�eressons particuli�erement �a l'optimisation de l'�epaisseur
des di��erentes couches constitutives du mat�eriau, dans le but de r�ealiser un syst�eme mod�ele
poss�edant a priori les meilleures propri�et�es pour des applications de m�emoires magn�etiques
de type racetrack. Nos r�esultats permettent d'�etudier l'in
uence de plusieurs param�etres de
cette h�et�erostructure, et permettent d'obtenir des conditions de croissance optimales en termes
de propri�et�es magn�etiques en vue de r�ealisation de m�emoires magn�etiques de type racetrack.
Ces r�esultats bas�es sur des mesures de cycles magn�etiques dans des axes de facile aimantation
donnent �egalement un moyen d'�etablir des caract�eristiques des mat�eriaux d�epos�es �a l'aide du
mod�ele de Stoner Wohlfarth.

Nous proposons ensuite la r�ealisation d'un diagramme d'�etat d'une h�et�erostructure ferri-
magn�etique de synth�ese �a base d'iridium en fonction du champ magn�etique appliqu�e et de la
temp�erature. Cette �etude nous permet d'�etablir avec pr�ecision les conditions exp�erimentales et
les param�etres mat�eriaux souhait�es pour obtenir un syst�eme mod�ele

Nous consacrons �egalement une partie de ce chapitre �a l'�etude de la propagation de parois
de domaines magn�etiques sous champ dans les �echantillons de mat�eriaux ferrimagnetiques de
synth�ese r�ealis�es. Des mesures de trâ�nage magn�etique sont r�ealis�ees en collaboration avec
l'�equipe de Pr. Roman Morgunov et celle de Pr. Crispin Barnes, qui utilisent entre autres
des moyens de mesures magn�etiques �a basse temp�erature. Ces exp�eriences font l'objet d'une
d�ecouverte inattendue de transitions magn�etiques non monotones, qui limitent le potentiel
des h�et�erostructures r�ealis�ees en vue d'applications de m�emoires racetrack. C'est cependant
l'occasion de caract�eriser les h�et�erostructures de mani�ere pr�ecise et d'obtenir un bon niveau
de compr�ehension des ph�enom�enes physiques mis en jeu. D'autres r�esultats exp�erimentaux
sont �egalement obtenus, portant notamment sur l'in
uence de la vitesse de balayage du champ
(magnetic �eld sweeping rate) sur les transitions magn�etiques obtensibles sur des mat�eriaux
ferrimagn�etiques de synth�ese.

Dans le quatri�eme et dernier chapitre, nous r�ealisons une �etude comparative des techniques
exp�erimentales de r�esonance ferromagn�etique par pompage de spin et par couple de transfert
de spin. En r�ealisant des calculs analytiques, nous proposons une analyse de la r�esonance
ferromagn�etique g�en�erale, en base sph�erique, pour ne plus avoir �a subir les limites des for-
mules souvent propos�ees dans la litt�erature pour des g�eom�etries cart�esiennes. Nous �etudions en
profondeur les aspects de sym�etrie usuellement �evoqu�es dans le traitement de la r�esonance fer-
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romagn�etique par couple de transfert de spin et montrons dans quelle limite ces approximations
sont valides.

Ceci nous conduit �a envisager une autre m�ethode pour �evaluer les propri�et�es de g�en�eration
de courant de spin de l'iridium. Nous pr�esentons en cons�equence la m�ethode de r�esonance
ferromagn�etique par pompage de spin, pour laquelle nous d�etaillons les calculs qui permettent
d'obtenir des r�esultats conformes �a ce qui est pr�esent�e dans la litt�erature. Nous en d�eduisons
une m�ethode robuste pour pouvoir �etudier avec �abilit�e la g�en�eration de courant de spin de
mani�ere comparative dans deux mat�eriaux, ainsi que le transport de courants de spin au sein
de ces mat�eriaux. Nous choisissons d'appliquer cette m�ethode �a l'iridium en comparaison avec
le platine, mat�eriau d�ej�a �etudi�e de mani�ere extensive dans la litt�erature. En conclusion, nous
observons que même si l'iridium est un mat�eriau dont les propri�et�es de g�en�eration et trans-
port de courant de spin sont tr�es inf�erieures �a celles du platine, celles-ci sont tout de même
su�santes pour envisager de les utiliser dans le cadre d'applications d'�electronique de spin, en
particulier parce que ces performances s'ajoutent �a des propri�et�es de couplage d'�echange indirect
et d'anisotropie magn�etocristalline.

Bien que ce travail s'inscrive dans la recherche et le d�eveloppement de la technologie de
m�emoires magn�etiques de type racetrack, le pr�esent travail ne rend pas compte d'exp�eriences
de propagations de parois magn�etiques induites par courant. Ces exp�eriences seront l'objet de
travaux futurs r�ealis�es dans l'�equipe d'�electronique de spin et de nanomagn�etisme de l'institut
Jean Lamour de Nancy.
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Chapter I

A few useful concepts of magnetism

I.1 Introduction

This chapter aims at two main purposes. First, we are presenting the main physical notions
that are useful for the understanding of the rest of this manuscript. Then, we want to describe
the chronological advances concerning the domain wall motion in magnetic materials that lead
us to consider for this manuscript the study of iridium-based synthetic ferrimagnets amongst
all the magnetic heterostructures that can be grown in 2020.

This chapter is divided in three main parts. First, we describe the magnetic interactions
that govern the properties of the multilayers that we study. Then, we present the equations
Landau-Lifshitz-Gilbert (LLG) and Landau-Lifshitz-Gilbert-Slonczewski (LLGS) that rule the
magnetisation dynamics, and the main ways to describe the di�erent terms involved. After-
wards, we display a study of a ferromagnet behaviour as a function of a static applied magnetic
�eld, using a Stoner Wohlfarth description. Using these results, we present previous studies
that focus on the �eld and current induced domain wall motion in ferromagnetic layers, and
especially the Walker breakdown phenomenon. Eventually, we disclose predictions and experi-
mental results of current induced domain wall propagation in synthetic ferrimagnets extracted
from the literature, which encourages us to choose this type of materials as a good candidate
for current induced domain wall propagation. Therefore, we �nish this chapter by presenting
a �eld study of a synthetic ferrimagnet by using a 2-spin model inspired from the usual Stoner
Wohlfarth approach.
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I.2 Magnetic moment and interactions

Magnetised matter is subjected to numerous interactions that generate various speci�c be-
haviours and properties. In this section, we �rst introduce the concept of magnetisation, and
then we select the most relevant magnetic interactions present in magnetic thin �lms and mul-
tilayers.

I.2.1 Magnetic moment of an atom

Within the matter, electrons can be characterised partly by two quantities: their angular mo-
ment L and their spin moment S, to which we associate the corresponding operatorŝL and
Ŝ. The angular moment of the electron is de�ned in an analogous way to the classical angular
moment as a function of the position r̂ and impulsion p̂ operators, that is to say asL̂ = r̂ � p̂.
Since the electron is a charged particle, the operator corresponding to this magnetic moment,
called orbital magnetic moment, is expressed as:

�̂ L = � � B gL L̂

Where � B is the Bohr magneton de�ned as � B = e�h
4� , and gL is the orbital Land�e factor,

equal to 1. However, the spin magnetic momentS cannot be understood in terms of classical
physics. This quantity is an intrinsic kinetic moment that was evidenced by Stern and Gerlach
in 1922, and give rise, in an analogous way to the angular momentum, to a magnetic moment
as follows:

�̂ S = � � B gSŜ

where gS is the spin Land�e factor, approximately equal to 2 for the electrons. Then, the
operator corresponding to the local magnetic moment carried by an atom�̂ at corresponds to
the composition of the orbital and spin magnetic moments of all the electrons composing the
atom:

�̂ at =
X

e�

(�̂ L + �̂ S)

The expected value of the magnetic momentum of an atom can thus be represented as a
function of the wave function representing the system as: � at = h j�̂ j i . We can then de�ne
the magnetisation M of a material. This quantity is a local value that represents the amount of
magnetic moment per unit volume. Let us call lex the typical length at which the interactions
between two magnetic moments vanish. We can de�ne the local magnetisation at a positionr
as the volume average of magnetic atomic momenta in the vicinity of volume 
 of r

M (r ) =
1



X

� at 2 


� at

Another quantity of interest is the saturation magnetisation M S. It corresponds to the
value of the magnetisation that can be observed when all the moments are aligned in the same
direction. Since this quantity depends on the electrons carried by the atoms, this quantity is
constant in homogeneous materials. In that case, it can be de�ned simply as:

M S = max kM k

Furthermore, in the cases where all the atomic magnetic moments are aligned, due for
instance to an external �eld, or an exchange interaction, it can be convenient to consider the
reduced magnetisationm , that is to say the ratio between the magnetisation and the saturation
magnetisation:
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m =
M
M S

In this case, the reduced magnetisation is a unit vector, and it can be perfectly determined
by the Euler angles (�; ' ) as long as the saturation magnetisation is known.

Now that we have de�ned the notion of magnetic moment and magnetisation, let us describe
the various interactions that can a�ect the magnetisation within the matter in the cases that
we study.

I.2.2 Energy and energy density

In the following, we present magnetic interactions that will play a role in the rest of this
manuscript. However, two types of representation can be relevant: a local one, depending on
the position considered in the material, and a total one, representing the behaviour of the whole
system considered. In order to represent this in a proper way, we will introduce three notations.
First, one can consider an elementary energy due to the interaction of two moments, or just
one moment with external excitations. We will express this in terms of elementary energy�E ,
that is to say the energy of the interaction between two momenta, or between one momentum
and an external excitation. Second, we can treat a large system as a continuous entity on which
interactions can be represented using energy densities, that correspond to the volume average
of the elementary energies in the vicinity 
 of the position considered. Let us note" this energy
density, which can be expressed as:

" (r ) =
1



X

i 2 


�E i

Eventually, the total energy of the system can be considered, because it is usually what will
determine the stability of a con�guration. We can easily express it as a function of the energy
density as:

E =
ZZZ

System
" (r )d3r

Let us note that in the special cases where the energy density does not depend on the
position, we can easily de�ne the total energy of the system as:E = "V where V is the total
volume of the system.

I.2.3 Heisenberg exchange interaction

The electrons spins of two neighbour atoms in a solid interact with each other by what is
called the exchange interaction. This interaction is the result of the competition between two
phenomena: Pauli's exclusion principle and the Coulomb interaction between electrons of the
atoms considered. Pauli's exclusion principle does not allow two fermions (as electrons for
instance) to be in the same quantic state. Furthermore, it forces the wave functions representing
the electrons to be antisymmetric. The corresponding energy of a two-electron spin systemS1

and S2:

�E H = � J S1 � S2 (I.1)

In this expression, J is called the exchange integral and can determine the magnetic order
in a material. If J is positive, a ferromagnetic order is favoured, whereas the opposite case
leads to an antiferromagnetic order. The exchange interaction only lets small variation of the
orientation between neighbour spins. In order to observe signi�cant variations in the direction
of the spin, one can use the continuous variable of the magnetisation, as long as one of the
dimensions of the system at least is larger than the exchange lengthlex, which can be expressed
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aslex =

s
2Aex

� 0M 2
S

[53]. (In this expression,Aex is the exchange sti�ness, which can be determined

depending on the symmetries and dimensions of the crystal considered). Under such hypotheses,
one can take into account the di�erence of energy density between a con�guration where all
the spins are aligned and a con�guration with a spin orientation varying with the position as
follows [54,55]:

"Ex (r ) = Aex (r m (r ))2

I.2.4 Zeeman interaction

The �rst magnetic interaction is the response of a magnetic moment� to an external applied
magnetic �eld H , called the Zeeman interaction. When subjected to a magnetic �eld, the
magnetisation of a material tends to align with it, as does the magnetised needle of a compass
along the Earth's magnetic �eld. This interaction is described by the Zeeman interaction:

�E Z = � � 0H � � (I.2)

Equivalently, one can consider the energy density:

"Z (r ) = � � 0H (r ) � M (r )

or the total energy:

E = � � 0

ZZZ
H (r ) � M (r )d3r

I.2.5 Dipolar interaction

The dipolar interaction is the in
uence that a magnetic moment � has on its environment.
This interaction can be understood as follows: a magnetic moment� at the position r 0 emits
a magnetic �eld HD , called dipolar �eld, that can be expressed as a function of the positionr :

H D (r ) =
� 0

4�

�
3(� � (r � r 0))( r � r 0)

kr � r 0k5 �
�

kr � r 0k3

�
(I.3)

The dipolar �eld outside of the matter is called \stray �eld", whereas inside the magnetic
material this �eld is referred to as \demagnetising �eld". Indeed, the demagnetising �eld inter-
acts with a moment � 1 located at the position r with a Zeeman interaction, represented by the
elementary energy�E D :

�E D = � � 0H D � � 1

Even though this interaction seems easy to apprehend and understand, since it is a long
range interaction, its evaluation in an actual magnetic material is very complicated. Indeed, an
exact calculation of all the interactions between magnetic moments within the matter would be
too demanding in terms of computing resources. However, there is another way to represent
this interaction in the case of a uniformly magnetised material. When all the dipolar �elds sum
up, we can express the total resulting �eld as follows:

H T
D = � N � M

Where N is the demagnetising tensor. This operator can be determined by the shape of
the sample considered. The calculation of this tensor can be complicated [56], but it has been
approached analytically in the case of ellipsoids [57]. In the case of thin �lms or patterned
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wires, which are the only geometries used here, it is then possible to assimilate the samples to
ellipsoids with two in�nite axes in the plane of the sample, leading to the following expression
of the demagnetising tensor in the orthonormal base de�ned by the axes of the ellipsoid (the
latter being the axis orthogonal to the plane of the sample):

N T hin f ilm =

0

@
0 0 0
0 0 0
0 0 1

1

A

And:

"D =
� 0

2
M � (N � M ) thin �lm=

� 0

2
M 2

z

ED =
� 0V

2
M � (N � M ) thin �lm=

� 0V
2

M 2
z (I.4)

The energy previously expressed corresponds to what is called the shape anisotropy. The
expression of this energy does only depend on the magnetisation of the material and the shape
of the sample. As we can see from eq. (I.4), the shape anisotropy favours an in plane magneti-
sation for thin �lms. Indeed, in thin �lms, the demagnetising energy is maximised when the
magnetisation points out of the sample's plane, and minimised when it lies in it.

I.2.6 Magnetocrystalline anisotropy

Bulk magnetocrystalline anisotropy

The symmetries of the crystalline structure of the materials that are grown can give rise to
anistropic behaviours, and preferential directions for magnetisation. These material parameters
can be expressed as interactions between the lattice and the magnetisation of a sample in many
various ways, depending on the materials and the crystal structures.

Amongst the numerous expressions of magnetocrystalline anisotropy that can be found in
materials, let us consider the simplest example. In some of our samples, the magnetisation
M experiences a uniaxial magnetic anisotropy that sets the magnetisation along a favoured
direction u . In that speci�c case, the energy term taking account of the magnetocrystalline
anisotropy can be represented as proportional to the volume anisotropy constantK V (in J:m � 3),
in terms of energy density"A and energyEA in the following way:

"A (r ) = � K V (m (r ) � u )2

EA (r ) = � K V

ZZZ

V
(m (r ) � u )2 d3r

In the case of a uniform magnetisation, the anisotropy energy can be written as:

EA = � K V V (m � u)2 (I.5)

In these expressions, we choose the following convention: a positive value of the anisotropy
constant K V > 0 implies that the energy given in eq. (I.5) is minimised whenm is aligned
along u , and maximised whenu and m are orthogonal. In that case, u represents an easy
axis of magnetisation, and the plane to whichu is orthogonal is a hard plane of magnetisation.
On the oppositve, a negative anisotropy constantK V < 0 lets the anisotropy energy as de�ned
in eq. (I.5) be minimised when m and u are orthogonal, and maximised whenm and u are
colinear. Therefore, u de�nes a hard axis of magnetisation, and the plane orthogonal tou is
an easy plane of magnetisation.
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Interfacial anisotropy

In the past decades, the improvement of growth techniques has led to the growth of very thin
layers, in the subnanometer scale. This technical enhancement provided a new way to see
interfacial e�ects. Amongst these, the surface anisotropy was evidenced. This phenomenon
can be observed thanks to a hybridization of the orbitals of a ferromagnetic material at the
interface with atoms of a material showing a large spin orbit coupling, (like Pt, Ir, Ta), or to
a texture given by a bu�er layer that changes the growth of the layer that is put above. Due
to the spin orbit coupling, the hybridisation of these orbitals results in a preferred direction for
the magnetisation. These phenomena result in an interaction that can be described as a surface
anisotropy constant K S (in J:m � 2). The energy density correspinding to this interaction can
be expressed as:

"A;S (r ) = �
K S

tF M
(m (r ) � u )2

Where u is the direction of easy anisotropy axis (normal to the interface in the case of per-
pendicular magnetic anisotropy), andtF M is the thickness of the ferromagnetic layer considered.
The corresponding energy can be written in a general way as:

EA;S = �
K S

tF M

ZZZ

V
(m (r ) � u )2 d3r

In the case of a uniform magnetisation, we can rewrite the interfacial anisotropy energy as:

EA;S = �
K SV
tF M

(m � u )2

The total magnetic anisotropy is the sum of both the bulk and the interfacial contributions.
Since the dipolar interaction in a macrospin point of view can be treated as a shape anisotropy,
all three terms are sometimes grouped. In very thin magnetic �lms, like the synthetic ferri-
magnets studied in this manuscript, a surface anisotropy is considered, the bulk anisotropy is
neglected, and the dipolar interaction is treated as a demagnetising �eld. Thus, in the case of
perpendicular magnetic anisotropy and uniform magnetisation, the energy density representing
all these interactions can be written as:

EAnis + Demag = EAnis ef f =
�

1
2

� 0M 2
S �

K S

tF M
� K V

�
V (m � z)2

In this expression, we can see that at zero applied magnetic �eld, the sign of the energy
density will determine if the magnetisation points out of the sample's plane or if it lays within
it. Indeed, the very thin magnetic layers favour the out of plane magnetisation. For the rest

of this chapter, we will use an e�ective anisotropy constant K ef f =
1
2

� 0M 2
S �

K S

tF M
� K V . In

our case, the samples will be assumed to show a perpendicular magnetic anisotropy, which is
equivalent, in this formalism, to assumeK ef f < 0.

The magnetic anisotropy creates preferential directions of magnetisation, and directions that
will not be reached without magnetic �eld. The preferential directions of the magnetisation are
thus de�ned by local minima of the energy density when no magnetic �eld is applied. We
will call these peculiar directions easy axes of magnetisation . On the opposite, the plane
corresponding to local energy density maximum in the absence of magnetic �eld will be referred
to as the hard plane of magnetisation . In this representation, all the axes lying in a hard
plane of magnetisation are hard axes of magnetisation.
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I.2.7 RKKY interaction { indirect coupling

The RKKY interaction is a magnetic exchange interaction which was �rst predicted by Rud-
erman and Kittel in 1954 [58] and was later completed by Kasuya in 1956 [59], and Yosida in
1957 [60]. This phenomenon corresponds to spin density oscillations within a spacer separat-
ing two magnetic layers. As mentionned by [60], this phenomenon is analogous to the charge
density oscillations described by Friedel in a metal next to a charged impurity. The resulting
interaction between the two magnetic layers can be understood as interferences between spin
density static waves that are formed by each layer due to the Friedel oscillations. In the case
of magnetic monodomains in each magnetic layer surrounding the spacer considered, we can
represent this interaction in terms of energy density by introducing a surface coupling constant
JE (in J:m � 2). The interaction depends on the respective orientations of both magnetisations
(m 1 and m 2), as follows:

"RKKY =
JE

tF M
(m 1 � m 2)

Where tF M is the total thickness of the magnetic layers. The energy associated is thus:

ERKKY =
JE VF M

tF M
(m 1 � m 2)

Figure I.1: Evolution of the indirect exchange coupling constant as a function of the thickness
of the spacer considered

The RKKY coupling constant JE (in J:m � 2) can be expressed as a function of the spacer
thickness t and the length of the Fermi wave vectorkF within the metal as [58{61]:

JE (t) =
4A2mek4

F

(2� )3�h2

�
cos(2kF t)
(2kF t)3 �

sin(2kF t)
(2kF t)4

�
(I.6)

In this expression,A is an ajustable parameter that represents the strength of the coupling.
This coupling has been widely studied experimentally, for a large variety of materials [47,48].

I.2.8 E�ective �eld

All the energies that are presented above are an e�cient way to represent the interactions that
occur in the magnetic matter. If we focus on the orientation of the magnetisation in the case of
static �eld, the energy of the magnetic system is expected to reach a minimum. This minimum
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can be achieved when the magnetisation aligns in a speci�c direction. In order to represent
that, we can introduce an e�ective �eld H ef f of the following form:

H ef f = �
1

� 0M S
r m " tot

This de�nition of the e�ective �eld holds for a single magnetic layer and we will only use it
for samples composed of a single layer of magnetic material.

I.2.9 Summary of the interactions

For the sake of clarity, we have summarised all the relevant interactions and their expressions
in table I.1.

Name Energy E Energy density "

Heisenberg exchange
RRR

VF M
Aex (r m (r ))2 d3r Aex (r m (r ))2

Zeeman � � 0M SH � m V � � 0M SH � m

Shape anis.
� 0M 2

SV
2

m � N � m
� 0M 2

S

2
m � N � m

Uniax. magnetocryst. anis. �
�

K V +
K S

tF M

�
V (m � u )2 �

�
K V +

K S

tF M

�
(m � u )2

RKKY coupling
JE VF M

tF M
(m 1 � m 2)

JE

tF M
(m 1 � m 2)

Table I.1: Summary of the various interactions and the energies and associated energy densities
in the case of a uniform magnetisation (macrospin approximation).

In the following, we will mostly work with the energy densities.
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I.3 Quasistatic magnetisation reversal in a ferromagnetic thin
�lm

Now that the magnetic energies involved in our studies are presented in details, let us �nd
out how this representation helps us describing our magnetic materials. We are considering
in a �rst example the study of a single ferromagnetic layer. For that purpose, we chose the
Stoner-Wohlfarth [62] approach: it consists in a macrospin approximation of a magnetic system,
considered at a temperature of 0K. Even though this approximation is very rough, it can still be
very useful in order to have a �rst idea of the magnetisation properties of a material. This model
turns out to be very e�cient in the case of very thin layers, in which case the magnetic domains
can be very large, leading to a good agreement between the experimental measurements and the
calculations that can be carried out thanks to a comparison between the energies listed above.

In this section, we will be especially interested in the magnetic loops that we can obtain
from this model. Within this whole subsection, since the material that we consider is supposed
to be uniformly magnetised, we will describe the magnetisation as a vectorM , and evaluate
the relevant interactions so as to represent the e�ect of a static �eld on the magnetisation. The
magnetisation will thus be perfectly described by the length of the vector (M S) and its position.

I.3.1 Description of the sample

We will consider here a material showing perpendicular magnetic anisotropy. Indeed, the mag-
netic interactions that matter in this case are the e�ect of the �eld (Zeeman interaction, asso-
ciated to "Z ) and the e�ective anisotropy (described by "Anis ef f ). The Heisenberg interaction
does not play a role here: the hypothesis of a macrospin is equivalent to consider that all the
magnetic moments are always aligned, leading to a constant value of the Heisenberg interaction.
We shall thus ignore it.

Since the problem that we are considering shows a clear symmetry around thez axis, the
only coordinate that we need to describe the magnetisation orientation is the angle betweenM
and z. Let us call that angle � . The major experimental parameter is the orientation of the
applied magnetic �eld with respect to the easy axis of magnetisation of the sample. Let us call
� H the angle between these two axes.

I.3.2 Easy axis magnetic hysteresis loop measurement ( � H = 0)

We shall now describe an easy axis of magnetisation hysteresis loop. In that case, the mag-
netic �eld is applied along the z axis. Let us �rst consider the equilibrium positions of the
magnetisation as a function of the position. The energy density can be written as:

" = � � 0M SH � m + K ef f (m � z)2 (I.7)

Let us express that energy density as a function of the angle� :

" (� ) = � � 0HM S cos(� ) + K ef f cos2(� )

The determination of the equilibrium position is obtained when the �rst derivative of the
energy density with respect to the position cancels, and when its second derivative is positive.
Let us solve this system, using the convention 2K ef f = � � 0HK M S. In order to simplify the

notations, we will note the position derivatives of the energy density as follows:
@"
@�

= " � and

@2"
@�2

= " �� :
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" � (� ) = 0 ,

8
<

:

� = 0[ � ] (sin(� ) = 0)

cos(� ) = �
H

HK

Let us call � m = arccos
�

�
H

HK

�

8
>>>>>>>>><

>>>>>>>>>:

" �� (0) = � 0M S(H + HK )

" �� (� ) = � 0M S(� H + HK )

" �� (� m ) = � 0M SHK

 �
H

HK

� 2

� 1

!

We can see through these equations that the magnetic �eldHK has a crucial importance
here. The angles� = 0 and � = � are the only equilibrium positions that may be available in
this system. Indeed, the other case� m presents a non satisfying solution whenH 2 [� HK ; HK ],
and no solution for other values. The solution� = 0 is an equilibrium position for �elds larger
than � HK , whereas� = � corresponds to an equilibrium position forH < H K .

I.3.3 Hard axis magnetic hysteresis loop measurement
�

� H =
�
2

�

Let us now consider the case of a magnetic loop where the magnetic �eld is applied in a direction
in the plane of the sample. The energy density of the system can still be written as in eq. (I.7),
but the angular expression of the Zeeman term is a little di�erent. We can write this angular
dependence as follows:

" (� ) = � � 0HM S sin(� ) + K ef f cos2(� )

The equilibrium position of the magnetisation can thus be found by derivation of " with
respect to � :

" � (� ) = 0 ,

8
>>><

>>>:

� =
�
2

[� ]

sin(� ) =
H

HK

Again, let us consider the second derivatives of the energy density to determine the equilib-
rium positions of the magnetisation. Let us call � n the angle such that sin(� n ) = H

H K
:

8
>>>>>>>>>><

>>>>>>>>>>:

" ��

� �
2

�
= � 0M S(H � HK )

" ��

�
�

�
2

�
= � � 0M S(H + HK )

" �� (� n ) = � 0M SHK

 

1 �
�

H
HK

� 2
!

This case is signi�cantly di�erent from the previous one: we can clearly see that the equi-
librium positions � = �

2 is the equilibrium position for H > H K , and symmetrically, � = � �
2

is the magnetisation position for H < � HK . In between these values, forjH j< H K , the mag-
netisation position is de�ned with a linear �eld dependence of sin(� ). Since the projection of
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the magnetisation along the �eld axis is given by sin(� ), the magnetic hysteresis loop shows two
steps and a linear part that joins both plateaus.

I.3.4 Magnetic transitions

The Stoner-Wohlfarth model does not consider temperature. Therefore, we have access to the
stable and metastable states, but we do not consider the transitions properly: the transition
will be given by the energy barrier, the temperature and the possibility of a domain nucleation
and domain wall propagation. Indeed, in the Stoner Wohlfarth model, an energy barrier cannot
be crossed. In the hysteresis loop that we are considering, the switching from an equilibrium
to the other occurs only when the initial state is not an equilibrium position anymore. This
assumption corresponds to a switching at� HK and HK . Let us point out here that these
values are overestimated in this case. There are several reasons for that. First, for large
samples (severalmm2), it is very likely that defects are present in the material. We can also
point out that even for small samples, defects are also often present on the edges. Indeed the
nucleation of a reversed domain is also very likely, and from that, the propagation of a domain
wall can occur easily, at �elds that are lower than HK . Furthermore, let us add that in actual
measurement conditions, the temperature is not null. This can lead to spontaneous nucleation
of a reversed magnetisation area that can spread and lead the magnetisation switching, despite
the existence of a small energy barrier. We represent on �g. I.2 the hysteresis cycles that are
obtained in the macrospin approximation and the actual measurements that can be achieved
experimentally.

Figure I.2: Magnetic hysteresis loops predicted from the Stoner Wohlfarth approach in the cases
of an easy axis of magnetisation (� H = 0, blue), and a hard axis of magnetisation (� H = �

2 ,
orange). We also plot in dashed green lines what an actual experimental easy axis magnetic
loop would look like, since there is a large discrepancy with the Stoner Wohlfarth model.
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I.4 Spin torques and spin Hall e�ect (SHE)

In the past few decades, the possibility to generate a spin polarised current has emerged, leading
to a new way to manipulate the magnetisation. In this section, we present spin polarised
currents, and the e�ects that generate them.

I.4.1 Spin polarised currents and pure spin currents

Amongst the spin polarised currents, one can distinguish two di�erent categories. On the one
hand, the spin polarised charge currents are composed of electrons 
owing through a material,
which have the property to carry a magnetic moment that is oriented preferentially in one
direction. This direction is called the spin polarisation direction, and the amplitude of the
polarisation P can be determined by the band structure of the material as follows:

P =
k+ � k�
k+ + k�

The spin polarisation can thus vary between 0 and 1. Materials that allow a spin polarisation
of 1 are called semi metals. In usual ferromagnetic materials, the spin polarisation is inferior.

On the other hand,it is also possible to generate \pure" spin currents. In that case, the
magnetic moment is not carried by a charge current anymore. The impact of this phenomenon
is dramatic: it enables to manipulate the magnetisation by spin means, avoiding mainly the
Joule e�ect. Indeed, a method that does not involve charge transport, and thus Joule heating,
is promising considering that the energy consumption that would be decreased. Let us precise
that the methods used are not absolutely free of Joule e�ect, since the generation of a pure
spin current is usually obtained thanks to the spin Hall e�ect (see subsection I.4.3). Therefore,
a charge current in a material is often mandatory to generate a pure spin current, but it is
possible to choose a low resistance material for that purpose, such as platinum. We can also
mention the fact that some spin 
ip mechanisms that are at stake during the propagation of
a spin current involve the generation of phonons (like the Elliott Yafet phenomenon [63, 64]),
which leads to Joule e�ect.

In the rest of this section, we will present the e�ect of the generation of a spin polarised
charge current and its e�ect on the magnetisation (spin transfer torque, STT), and similarly
for pure spin currents (spin Hall e�ect, SHE) and the manipulation of magnetisation through
it (spin orbit torque, SOT).

I.4.2 Spin transfer torque

The spin polarisation of a charge current 
owing through a magnetic material is due to the band
structure of the material. Indeed, the number of available states at the Fermi level can di�er
depending on the spin of the electrons. Accordingly, we can consider majority and minority
spins. The ratio of these populations lead to the spin polarisation of a current 
owing through
the material: the spin current is polarised in average in the direction of the magnetisation.

Interestingly, when a spin polarised charge current 
ows through a non uniform magnetisa-
tion structure, the momentum carried by the electrons tends to align locally with the e�ective
�eld that is mainly due to the magnetisation, under zero applied �eld. However, the laws of
conservation of angular momentum lead to a change in the magnetisation. A simple model
that considers the action of a spin-polarised charge current inside a magnetic material which
magnetisation is not aligned with the spin polarisation is presented by Ralph and Stiles in [65].
The e�ect of the magnetisation can thus be expressed as:

dm
dt ST

=
� (� )� B I

eV
m � (m � � )
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where� B is the Bohr magneton,I is the intensity of the current 
owing through the material,
e is the charge of an electron,V is the volume of magnetic material considered,� is the unit
vector in the direction of the spin polarisation of the charge current, and� (� ) =

q
A + B cos(� )

is an angular function that takes into account all the details of the layer structure considered,
through the parameters A, B , and q. It has also been shown that in the geometry where
a �rst magnetic layer acts as a polariser for the charge current which then 
ows through a
magnetic layer oriented in the opposite direction, in a macrospin approach at zero temperature,
the switching current can be expressed as [66]:

I c =
2e
�h

�
� (0)

V � 0M SHef f

where e is the charge of an electron, �h is the reduced Planck constant,� is the magnetic
damping, V is the volume considered,M S is the saturation magnetisation of the material
considered, andHef f is the amplitude of the e�ective magnetic �eld.

Indeed, the spin transfer torque is a promising electrical phenomenon for the manipulation
of the magnetisation. We explore a little more into details the case of domain wall propagation
by presenting the torques of Zhang and Li in section I.6.4, where the magnetic layer acts as the
spin-polariser in the parts where the magnetisation is uniform, and endures the action of the
spin current in the non uniformly magnetised zones, namely domain walls.

I.4.3 Spin orbit torque

Origins of spin-Hall e�ect

The spin-Hall e�ect is a phenomenon that occurs in conductive materials, typically metals.
The microscopic origin of this phenomenon is the spin-orbit interaction between the conductive
electrons and the lattice. This e�ect corresponds to the generation of a spin current when a
charge current is 
owing through a material. This e�ect can arise from intrinsic and extrinsic
properties of the material.

On the one hand, the intrinsic spin-Hall e�ect was inspired by the anomalous Hall e�ect
(AHE, where a transverse charge current can stem from the magnetisation of a material). An
intrinsic contribution was predicted in the early 1970's by D'Yakonov and Perel [67] considering
the properties of an electric current in a 2-dimensional Rashba electron gas. The mechanism
proposed was analogous to an asymmetric Mott scattering [68] due to the spin-orbit coupling
of the atoms. Another explanation relied on an analogy with AHE, where the role of the mag-
netisation was replaced by an equivalent force due to the spin orbit interaction in the material,
without considering the D'Yakonov and Perel's mechanism [69]. Other extrinsic mechanisms,
also analogous to the \side jump" and \skew scattering" introduced in the AHE theory were
also evidenced [70].

The description of the SHE and ISHE, however, is achieved regardless of the contributions,
since all these can be represented using two phenomenological parameters. In the following,
we will characterise the SH/ISH e�ects in the aim of injecting a spin current to control the
magnetisation of a material. The actual mechanism that is responsible for the spin current
generation does not play a role in our use of the phenomenon. Therefore, we will focus on the
determination of the phenomenological parameters that enable an e�cient representation of the
spin-Hall e�ect, and we will not try to dissociate the mechanisms from which it stems from. We
represent on �g. I.3 the phenomena occurring in a bilayer composed of a non magnetic material
showing SHE and a ferromagnetic layer, and the interplay between the spin currents and the
magnetisation.

The main interest of this e�ect is to be able to inject non locally a pure spin current inside a
magnetic material so as to act on its magnetisation. We have indeed to characterise it in order
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to quantify the spin current that can be injected in a ferromagnetic material thanks to iridium,
and therefore, evaluate its ability to be used as a spintronics material.

Phenomenological representation of the e�ect

As we described, the spin-Hall e�ect of a material can be attributed to many di�erent origins
and materials parameters, including band structure and defects. However, a phenomenological
approach leads to an e�cient experimental description of all the phenomena observed, regardless
on the actual origin of the phenomenon. In order to do so, the whole SHE of a material is usually
characterised by two main parameters that are the spin Hall angle� SH and the spin 
ip length
lsf . When inserted into a device, the addition of the interfaces lead to the addition of a new
parameter, namely the spin mixing conductanceg"# between the material where the spin-Hall
e�ect occurs and the material where the spin current is injected. Let us examine these quantities.

The spin Hall angle � SH

The spin-Hall angle is the unitless spin-to-charge and charge-to-spin conversion e�ciency. In-
deed, the SHE and ISHE are rigourously reciprocal e�ects, thus the e�ciency for the direct and
the inverse e�ects are the same. It is thus possible to link the current densityj c and the spin
current density j s, depending on the e�ect that is occurring, using the following relationships:

j c = � SH
2e
�h

j s � � (ISHE ) (I.8a)

j s = � � SH
�h
2e

j c � � (SHE ) (I.8b)

Where �h = h
2� is the reduced Planck constant,e the electric charge of an electron, and� is

the unit vector representing the direction of polarisation of the spin current.
Indeed, the larger the spin-Hall angle the larger the e�ect. We are thus hoping for the

largest value possible for this parameter. Experimentally, the determination of the spin Hall
angle of a material is to inject a charge current into the material to probe, and to measure the
spin current produced, or to do the opposite, and extract the ratio.

J c

J s

�
z

xy

NM

FM
M

�

(a) Spin Hall E�ect

J c

J s

�

NM

FM

M (t)

(b) Inverse Spin Hall E�ect

Figure I.3: Illustration of the direct and inverse SHE in a ferromagnetic/nonmagnetic bilayer
with a non magnetic material exhibiting SHE: (a) A charge current J c is applied, which generates
a spin current J s polarised along� that is injected in the ferromagnetic material, applying a
torque � on the magnetisationM ; (b) Coherent precession of the magnetisationM (t) generating
a spin current J s polarised along � by spin pumping e�ect, which is converted into a charge
current J c by ISHE in the non magnetic material.

In the table I.2, we provide a few values of spin Hall angles for materials that are considered
as promising:
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Material j� SH j (%) Sign References

Pt 0.67 { 12 Positive [71{85]
Ta 2 { 3 Negative [71,86,87]
W 14 Negative [88]
Au 0.16 { 1.1 Positive [73,78,81]

Table I.2: Values of spin Hall angles for promising materials

The spin-
ip length lsf

The spin 
ip length represents the decay length of the probability to conserve the spin when
it travels through a material. This di�usion length is of major interest in our case: it allows
to tune the e�ciency of the spin torque we can apply on the magnetisation, for a set current
density. If this value is too small, even a large spin-Hall angle value will not be su�cient,
because only a very thin part of the material will generate a spin current that will reach the
magnetic layer on which it is expected to act. Again, for our purposes, the larger the spin 
ip
length the larger the spin current injection.

Experimentally, the spin 
ip length can be determined by probing the evolution of the spin-
to-charge conversion as a function of the thickness of the material in which the ISHE occurs.
What is expected is that for very small thicknesses, all the spin current will be submitted to
this conversion, whereas as the thickness is increased, most of the spin current will have 
ipped
before any spin-to-charge conversion occurs.

We display on the following table I.3 some values of spin 
ip length for the most promising
materials studied until now:

Material lsf (nm) References

Pt 1.2{12 [71{85,89{91]
Ta 1.5{1.9 [71,86,87]
W 2.1 [88]

Table I.3: Values of spin 
ip length for promising materials.

The spin-mixing conductance g"#

When a spin current is generated in a material showing spin Hall e�ect, one of the main interests
is to inject that spin current in a magnetic material so as to act on the magnetisation. However,
at the interface, it is likely that all the spin current will not be fully transmitted. The real part
of the spin mixing conductance represents the crossing of the interface by the spin current: it
acts mainly on the magnetic damping of the magnetic material where the spin current 
ows.
The imaginary part of the spin mixing conductance represents the modi�cation of the precession
in terms of gyromagnetic ratio that governs the precession of the magnetisation of the material
through which the spin current 
ows. However, this e�ect has been shown to be negligible in
metallic systems [92,93] like the ones that are studied in this manuscript.
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I.5 Magnetisation equations of motion

The magnetisation dyamics of a sample can be described using the Landau-Lifshitz-Gilbert
equation that is written as:

dM (r )
dt

= � 
� 0M (r ) � H ef f (r ) +
�

M S
M (r ) �

dM (r )
dt

(I.9)

The motion of the magnetisation is thus driven by two phenomena: the precession of the
magnetisation around the e�ective magnetic �eld H ef f (�rst term) and a damping term that
diminishes the amplitude of the precession until the magnetisation aligns with the e�ective �eld.
Let us examine these two terms in detail, before exploring further terms that were proposed in
the past few decades.

I.5.1 Magnetic precession

The evolution of the magnetisation as a function of time is expressed in terms of conservation
of the angular momentum. If we consider each magnetic moment carried within the matter� i ,
for each moment, the torque applied by the e�ective magnetic �eld can be expressed as:

� i = � � 0H ef f � � i

Indeed the derivative of the angular moment of a whole sample can be expressed as:

dL
dt

=
X

i 2 sample

� � 0� i � H ef f = � V � 0M � H ef f

Since the angular moment and the magnetisation of a material are linked by the gyromag-
netic ratio 
 (VM = 
 L ), we obtain the evolution of the magnetisation corresponding to the
conservation of the angular momentum:

dM
dt

= � 
� 0M � H ef f

In the following, we will take the convention to call 
 0 = 
� 0. Without other terms, this
equation of motion is a perpetual precession aroundH ef f at a frequency of 
 0H ef f . This is
called the Larmor precession, and
 0H ef f is the Larmor frequency (in rad:s� 1).

I.5.2 Damping term

Even though there was no initial theoretical prediction of any damping term, it is observed
experimentally that the magnetisation experiences a damping that lets the magnetisation align
on the e�ective �eld axis. As a consequence, a phenomenological damping term� damping was
added to the magnetisation dynamics equation. This term has to conserve the magnetisation
norm, that is to say be orthogonal to the magnetisation. Indeed, the conservation of the norm
can be written as:

dkM k
dt

= 0 ,
dM
dt

� M = 0

Since the precession torque is already orthogonal toM , � damping also has to be. Further-
more, the damping term must be orthogonal to the precession term, otherwise it does not
express a damping, but a change in the precession frequency. This can be written as:

� damping � (M � H ) = 0
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The only direction left is thus M � (M � H ), or equivalently M �
dM
dt

. Indeed, eq. (I.9)

can also be written as:

dM
dt

= � ~
 0M � H ef f + � M � (M � H ef f )

Where ~
 0 =

 0

1 + � 2 and � = �
�
 0

(1 + � 2)M S
.

Let us represent the magnetisation and the torques applied in a general case under an
e�ective magnetic �eld H ef f on �g. I.4:

Figure I.4: Schematic of the torques acting on the magnetisation under a static e�ective mag-
netic �eld H ef f .

I.5.3 Uniform magnetisation motion under a constant applied magnetic �eld

Let us consider a uniform magnetisationM under an applied magnetic �eld H . Let us call z
the direction of the magnetic �eld. We will consider the magnetisation close to its equilibrium
position (M z � M S, M j � M z, j 2 f x; yg). The Landau Lifshitz Gilbert equation (eq. I.9)
rewrites:
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By linearising this equation, keeping only 1st order terms, we obtain an equation alongz:

dMz

dt
= 0

and a coupled system alongx and y :
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These equations can be decoupled by derivating each equation and reinjecting it in each
other, leading to the equations (j 2 f x; yg):

d2M j

dt2 +
�

2
 0H�
1 + � 2

�
dM j

dt
+

�
(
 0H )2

1 + � 2

�
M j = 0

Let us use the following notations:

8
>><

>>:

� =
1 + � 2


 0H�

! 0 = 
 0H

r
1 � � 2

1 + � 2

We can express the transverse magnetisation components, by considering arbitrarily that at
t = 0 the transverse component of the magnetisation is along thex direction, setting the phase
of each component. The resulting expressions are:

8
><

>:

M x (t) = M 0e� t =� cos(! 0t)

M y(t) = M 0e� t =� sin(! 0t)

We represent on �g. I.5 the evolution of the magnetisation in the plane transverse to the
magnetisation. If a change in the �eld value does not change the trajectory, but only a�ects the
speed at which the relaxation occurs, the damping constant� plays a key role in the trajectory.
Indeed, the larger the damping parameter, the faster the equilibrium position is reached.

(a) � = 10 � 2 (b) � = 10 � 1

Figure I.5: Trajectory of the magnetisation for two values of the magnetic damping

Let us add the time dependance of each transverse component of the magnetisation presented
on �g. I.6, for a value of � = 0 :1:

I.5.4 Slonczewski torques

The discoveries of Berger and Slonczewski concerning the spin transfer torque lead to a new
contribution to the magnetisation dynamics. Indeed, the magnetisation has been proven to be
e�ciently manipulated using spin polarised currents. It was thus necessary to represent these
new contributions in the LLG equation.
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Figure I.6: Time dependence of the transverse components of the magnetisation for� = 10 � 1

As we saw earlier, the time derivative of the magnetisation must be orthogonal to the mag-
netisation for length conservation of the magnetisation vector. As a consequence, an adequate
way to describe the generalised LLG equation is to use the following form:

dM
dt

=
nX

i =1

� i

where:
8i 2 f 1; :::; ng; M � � i = 0

The most suitable description of the spin torques generated by a spin current, as Slonczewski
expressed it [13], is to consider the directions as a function of the spin current polarisation� :
indeed the equation of motion of magnetisation can be written in terms ofm = M

M S
:

dm
dt

= � 
 0m � H ef f + � m �
dm
dt

+ � k
m � (m � � )

jm � � j
+ � ?

m � �
jm � � j

The additionnal torques are called respectively \damping-like" and \�eld-like", because in
the case whereH ef f is cancelled, we �nd the regular LLG equation where the spin polarisation
� acts like the e�ective �eld. However, in the case where the spin polarisation is not aligned
with the e�ective �eld, this equation is much more complex, and both additional torques can
be expressed in terms of precessional torque and damping torque.

In this section, we have given a short summary of the representation of the magnetisation
dynamics. Since we have presented earlier a wey to generate spin currents through spin Hall
e�ect, let us now focus on the action of these on the magnetisation as torques, especially on
magnetic domain walls. Let us also disclose results from the literature concerning magnetic
domain walls displacements induced by an applied magnetic �eld.
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I.6 Domain wall motion in thin ferromagnetic layers

It has been well-known since the discovery of magnetism that magnetic �elds can manipulate the
magnetisation. It has thus been an obvious method to achieve magnetic domain wall motion.
However, an additional mechanism has been proposed by Berger in 1978, involving only an
electric current 
owing through the magnetic layer. In this section, we start by introducing the
concept of magnetic domains and domain walls. Then, we summarise the progress in �eld and
current induced domain wall motion in ferromagnetic thin layers.

I.6.1 Magnetic domains and domain walls

The interactions presented above give several behaviours that tend to be favoured. First, the
Heisenberg exchange is the interaction that tends to align neighbour spins in the case of a
ferromagnetic coupling like in iron, cobalt or nickel for instance. Then, the shape and magne-
tocrystalline anisotropies give preferential directions, that may not be the same. Furthermore,
the �eld gives an additional direction of interest, that can be chosen arbitrarily. Eventually, in
the case of multilayers, the RKKY coupling can mimic the interactions between two distinct
layers.

From this set of interactions, two simple kinds of magnetic con�gurations can be studied in
particular. First, when the Heisenberg interaction dominates, all the moments must be in the
same direction. Since this interaction is very strong, this can lead to what is called a macrospin
state. In that case, all the magnetic moments are aligned. We can represent the whole magnetic
material as just one spin in this approximation.

However, this representation cannot re
ect all the cases. Indeed, in the case of thin �lms, for
instance, the dipolar interaction, which is a long range interaction, does not favour a macrospin
state. Indeed, in the case of a strong out-of-plane magnetocrystalline anisotropy that gives rise
to an out of plane easy axis of magnetisation, the shape anisotropy is constant, and maximised
(in that case, we can use the formula I.4). For large samples, the magnetic con�guration is not
uniform throughout the sample. In that case, the magnetisation splits into magnetic domains in
which the magnetisation is uniform, that are separated by magnetic domain walls, that consist in
a continuous rotation of the magnetisation from one direction of the easy axis of magnetisation
to the other one. This magnetic structure is called Weiss domains.

Let us consider the simplest model to establish the width of a domain wall under no applied
magnetic �eld in a 1 dimension geometry. In this calculation, we will only consider the mag-
netocrystalline anisotropy and Heisenberg exchange interactions in terms of energy, and study
the competition between both, with the boundary conditions that are a constant rotation of the
magnetisation from one direction out of the sample's plane to the other. , as shown on �g. I.7.
Let us add eventually the hypothesis that the demagnetising �eld does not play any role. This is
equivalent to consider a perfectly spherical sample, which is not the case, and avoids to compute
the value of the dipolar interaction in a non uniform magnetisation con�guration.

y

z
� = 0 � =

�
2 � = �

�

Figure I.7: Simple model representing a Bloch domain wall

Let us consider a Bloch domain wall in they direction inside a magnetic material of section
S. We will consider that the magnetisation can be represented by its angle with respect to an
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easy axis of magnetisation. Let us call this angle� . The magnetisation can be described as a
function of the angle � simply as:

m =

0

@
sin (� (y))

0
cos(� (y))

1

A

For the sake of this demonstration, we can consider that the boundary conditions for the
function y 7! � (y) are as follows:
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lim
y!�1

� (y) = 0

lim
y! + 1

� (y) = �

lim
y!�1

@�
@y

(y) = lim
y! + 1

@�
@y

(y) = 0

The exchange interaction for a volumeS � dy in the continuous approach can be written as:

dEE = SAex
�
(r mx )2 + ( r my)2 + ( r mz)2�

dy

Where Aex is the exchange sti�ness. The magnetisation orientation is independent ofx and
y, which lets us simplify the expression of the exchange interaction as:

dEE = SAex

�
@�
@y

� 2

dy

The magnetocrystalline anisotropy energy of a volumeS� dz of can be written as a function
of the angle � as:

dEA = � KS cos2(� )dy

For the sake of simplicity, we will use the notation: f (� ) = � K cos2(� ).

dEA = Sf (� )dy

At equilibrium, the energy of the Bloch domain wall is minimised. Therfore, the function �
minimises the total energy of the domain wall, expressed as:

E = S
Z + 1

�1

 

Aex

�
@�
@y

� 2

+ f (� )

!

dy

A small variation of the angle �� should lead to no variation at the �rst order in the total
energy, which can be expressed using the Euler-Lagrange equation. The Lagrangian function
of the system can be expressed as:

L (y; � (y); _� (y)) = Aex _� 2 + f (� )

Where the derivation with respect to y is noted by an upper dot. The Euler-Lagrange
equation thus gives:

@
@�

L �
@
@y

@

@_�
L = 0

Which implies:

@f
@�

= 2Aex •�

One can multiply each side by _� as follows:
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@f
@�

_� = 2Aex •� _�

Which can be integrated with respect to z as follows:

f (� ) = Aex _� 2 + �

Where � is an integration constant, which can be evaluated to be 0 for positions outside the
domain wall, where the magnetocrystalline anisotropy energy is equal tof (0), and the angle �
is constant with respect to the position z.

From this relationship, one can expressz as a function of � by expressing:

dy =

s
Aex

f (� ) � f (0)
d�

By considering only the �rst order of a uniaxial magnetocrystalline anisotropy in the z
direction, that is to say expressingf (� ) = � K cos2(� ), one can �nd:

dy =
d�

sin(� )

r
Aex

K

The integration of this relationship gives:

y(� ) =

r
Aex

K
ln

�
tan

�
�
2

��

Or equivalently:

� (y) = 2 arctan

 

exp

 r
K

Aex
y

!!

We used the fact that within the domain corresponding to the position y ! �1 , the angle
� is 0, or equivalently, for y ! + 1 , the angle � is equal to � to �nd the integration constant.

Figure I.8: Evolution of the angle � representing the local orientation of magnetic momenta as
a function of the position z.
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This expression, however, does not let� be equal to 0 nor � for �nite values of y, which
makes it an in�nite domain wall. In order to estimate the domain wall width, one can consider
an average variation of the angle as a function of the position as it is in the middle of the
domain wall. By doing so, one can �nd the minimum width � of the domain wall obtained

with this model, which is found to be � = �

r
Aex

K
. In this expression, we can clearly see that

the width of the domain wall enlightens the competition between the exchange interaction and
the magnetocrystalline anisotropy. Indeed, as expected, a large value of the magnetocrystalline
anisotropy tends to decrease� , leading to a smaller portion of the magnetisation unaligned with
the easy axes of magnetisation. Reciprocally, a large value of the exchange interaction leads to
small variations of the orientation between neighbour momenta, leading to a wide domain wall,
and a large value of� .

I.6.2 Field induced domain wall motion

A well-known method to manipulate the magnetisation is the application of a magnetic �eld.
The displacement of a magnetic domain wall in the presence of a magnetic �eld has been studied
both theoretically and experimentally. The Landau-Lifshitz-Gilbert equation can be solved
analytically, using the Lagrangian method shown in [94], and considering a rigid unidirectional
domain wall, and three regimes can be obtained. According to [95], for low �elds, inferior to
HW = 1

2 �M S jNy � Nx j (where � is the magnetic damping,M S is the saturation magnetisation
of the magnetic material, and Nx and Ny are diagonal coe�cients of the demagnetising tensor
corresponding to the geometry of the sample), the speed of the domain wall shows a linear
dependence with the applied magnetic �eld. When the Walker �eld is reached, the domain wall
speed decreases with the applied magnetic �eld. A third regime is identi�ed in [95]: for larger
�elds, a precessional propagation regime occurs, linearly with the �eld, but the slope is much
lower than in the low �eld regime. Thus, the maximum �eld induced domain wall speed that
can be achieved in ferromagnets is small.

Figure I.9: Evolution of the domain wall velocity as a function of the applied magnetic �eld,
for � = 0 :54

In the three regimes identi�ed, we have omitted the very low �eld regime, where no domain
wall motion is achieved due to domain wall pinning. The evolution of the domain wall speed
as a function of the applied magnetic �eld can be summarised as shown in �g. I.9. Let us note
that in this �gure, we have chosen a particularly large value of the damping constant (� = 0 :54)
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to see clearly all the behaviours on the same graph. We can especially notice that, even though
for in�nite values of the �eld, the domain wall velocity is supposed to reach arbitrarily large
values, the slope of the linear asymptot is � 2

1+ � 2 , which is very slow for usual magnetic materials
(� � 0:1).

Indeed, the Walker breakdown induces a very restrictive limit. For magnetic materials with
regular damping (� = 0 :1) or even lower, the walker speed is overcome in the precessional regime
for �eld values superior to 100 � HW . Experimentally, only low speeds have been achieved in
ferromagnets.

I.6.3 Current induced domain wall motion

In 1978, Berger [8] proposed a theoretical mechanism that would enable a charge current to
get spin polarised by 
owing through a ferromagnetic material, and then being able to transfer
angular momentum to the localised moments of the magnetic material [9,10]. This phenomenon,
known as spin transfer torque, has also been studied by Slonczewski in the 1990's [12, 13, 96],
and these theoretical works predict that a spin polarised charge current could move a magnetic
domain wall.

Since the experimental techniques at the time of Berger's �rst articles on the topic could not
achieve the growth of very thin magnets, and considering the current densities that are usually
needed (in the order of magnitude of 1012A:m � 2, the experimental con�rmation of the analysis
of Berger and Slonczewski was impossible to carry out. However, with the enhancement of the
materials deposition techniques, the current induced domain wall motion could be observed in
the 2000's. Even though rather high speeds could be obtained (� 20m:s� 1, [97]), a Walker
breakdown-like phenomenon occurred for a certain threshold of current density. Indeed this
method was also very limited in the scope of magnetic information technologies.

However, this domain wall motion method turns out to be very e�cient in peculiar materials
such as ferrimagnets around the angular compensation [98,99], or synthetic ferrimagnets close
to the net magnetisation compensation In this manuscript, we are going to investigate the latter
in details.

I.6.4 Zhang and Li torques and current induced domain wall motion

Beyond the representation of the torques acting on the magnetisation proposed by Slonczewski,
Zhang and Li [14] gave a new representation of the torques acting on a non uniform magneti-
sation structure, adding displacement terms depending on the spatial variation of the magneti-
sation. The equation given by Zhang and Li, corresponding to the motion of a non uniform
magnetisation in which a spin polarised current displaces along thex direction, is the following:

@m
@t

= � 
 0m � H ef f + � m �
@m
@t

� bJ m �
�

m �
@m
@x

�
� cJ m �

@m
@x

In this expression,H ef f is the e�ective �eld, 
 0 is the product of the vacuum permeability
and the gyromagnetic ratio, m is the magnetisation divided by the saturation magnetisation
M S, � is the magnetic damping,bJ and cJ are respectively the adiabatic and the non adiabatic
torques parameters. These parameters are de�ned as:

8
>>>><

>>>>:

bJ =
PJ� B

eMS(1 + � 2)

cJ =
PJ� B �

eMS(1 + � 2)

where J is the current density, � B is the Bohr magneton, P the spin polarisation, e the
electric charge of an electron,M S the saturation magnetisation. � is de�ned as the ratio of
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two time constants: � = � ex
� sf

. � sf is the spin 
ip relaxation time in the ferromagnetic material,

whereas� ex = �h
SJex

is a time parameter of the exchange interaction, de�ned as the ratio of �h
by the product of the unitless local spin length S and the exchange interactionJex between the
local and itinerant electron spins.

Another formulation of this physical phenomenon was provided by Thiaville et al. [100].
The equation of motion of the magnetisation becomes then:

dm
dt

= � 
 0m � H ef f + � m �
dm
dt

� (u � r ) m + � m � [(u � r ) m ]

In this equation, u is a vector oriented in the direction of the electrons motion, and which
norm u is de�ned as u = 1+ � 2

�
g
2cJ where g is the Land�e factor and � is the non adiabatic

spin transfer parameter, supposed to be small, of the same order of magnitude than� . The u
parameter, proportional to the current density 
owing through the domain wall, is often the
parameter as a function of which the domain wall velocity is studied.
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I.7 Field induced domain wall motion in synthetic ferrimagnets

This study that is presented here was carried out by members of the spintronics team of Pr.
Mangin [101] in collaboration with other scientists. It is presented as part of the literature. I
did not contribute to the works that are presented in the section I.7 .

In the previous sections, we have shown several theoretical elements concerning the �eld- and
current-induced magnetisation reversal in a thin ferromagnetic �lm. Let us now focus on one
of the main limitation of the �eld-induced domain wall propagation in synthetic ferrimagnets.
The main point that will be made here is that these materials, the Walker breakdown can occur
for values of the applied magnetic �eld lower than what one could expect.

I.7.1 Description of the experiment

The quantity that we want to characterise is the domain wall speed when a magnetic �eld is
applied. In the case studied, a �eld pulse is applied during a given period, and the displacement
of the domain wall is observed by MOKE means. The speed is estimated to be the ratio of the
displacement by the duration of the pulse. This corresponds to a \
ight time" measurement.
We represent on �g. I.10 the magnetic loop of the sample that was studied in the works of
Hamadeh et al.. On this, we can mainly distinguish four magnetic stable states notedP+ ,
AP + , AP � and P � . The P states correspond to a parallel alignment of the magnetisation of
both layers whereas theAP states represent an antiparallel alignment of these magnetisations.
The + and � exponents correspond to the sign of the projection of the total magnetisation
on the axis perpendicular to the sample's plane, ascending from the substrate to towards the
capping layer. A more careful representation of these states is presented in subsection I.8.2.

Figure I.10: Magnetic hysteresis loop obtained by MOKE microscopy at room temperature of
the system studied: MgO(0:5)=CoFeB(1:1)=Ta(0:75)=CoFeB(0:8)=MgO(1) (the thicknesses
are given in nm). (Excerpt from [101])

The measurements that are performed on theAP + 7! P+ domain wall are prepared in the
following way: an AP + domain is nucleated in aP+ saturated state. The whole is stabilised
at an applied magnetic �eld of � 0H = 19:5 mT. Then, a rectangular �eld pulse is applied to
the sample. For a given amplitude of the �eld, several �eld durations are considered. Then, by
measuring the displacement as a function of the pulse duration, a linear dependence is found,
and its slope is considered to be the domain wall speed corresponding to the applied magnetic
�eld. We represent the evolution of the domain wall speed recorded by Hamadehet al. for the
AP + 7! P+ transition in �g. I.11:
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Figure I.11: Domain wall speed for theAP + 7! P+ transition as a function of the amplitude
of the �eld pulse around the static �eld � 0Hstatic = 19:5 mT. (Excerpt from [101])

The results for this transition give usual results: the inset in �g. I.11 shows the evolution of
the logarithm of the speed as a function of� 0H

1=4 . The linear trend is a typical feature of the
creep regime of domain wall propagation [102]. However, it is more interesting to consider the
AP + 7! AP � transition: indeed the static �eld to apply is zero, and the coherent propagation
of two coupled magnetic domains can prevent pinning points issues.

The same experiment as the one showed on �g. I.11 has been carried out for theAP � 7!
AP + . We represent the results on �g. I.12.

Figure I.12: Domain wall speed for theAP � 7! AP + transition as a function of the amplitude
of the �eld pulse around the static �eld � 0Hstatic = 0 mT. (Adapted from [101])

The results, however, are signi�cantly di�erent. We can distinguish three regimes in the
domain wall speed dependence on the amplitude of the �eld pulse: for low amplitudes, the
propagation of the domain wall occurs, and the most stable magnetic state is favoured. This
phenomenon occurs until an amplitude of the �eld pulse of 12 mT, from where we can observe
a decrease of the speed when increasing the amplitude of the �eld pulse. The end of this
second regime occurs around 18{20 mT, which is the exchange �eld between both layers, as
it has been estimated earlier in [101]. Eventually, the third regime corresponds to �eld pulse
amplitudes superior to 18{20 mT. In that case, the state favoured is not the expected one: a
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positive amplitude favours the AP � state whereas a negative amplitude lets theAP + state
propagate. Hamadehet al. provide an explanation to this counter intuitive observation. The
understanding of the phenomenon stems from the comparison between the gain of energy of the
propagation of two domain walls that are coupled by RKKY exchange, and the propagation of
each domain wall alone, breaking the indirect exchange coupling between both magnetic layers.
An explanation for these observations is summarised in �g. I.13.

Figure I.13: Evolution of the magnetic con�guration during a �eld pulse in the AP � 7! AP +

transition as a function of the �eld amplitude regime (1, 2, or 3). (Adapted from [101])

I.7.2 Three domain wall motion regimes

The regime 1O corresponds to values of the �eld where the Zeeman interaction due to this applied
�eld is lower than the indirect exchange between both magnetic layers. In that case, both layers
are perfectly coupled and the domain walls in both layers behave as one: the displacement
favours the most stable magnetic state, which isAP + for positive �eld pulses Bpulse , and AP �

when Bpulse < 0.
The regime 2O appears when the Zeeman interaction and the RKKY coupling are of the

same order of magnitude. In that case, each domain wall follows a di�erent direction, and the
system relaxes in an intermediate position. Indeed the net displacement at the end of the �eld
pulse is reduced. This phenomenon occurs until the Zeeman energy compensates the indirect
coupling, around Bpulse = 19 mT, where the displacement is null.

Eventually, the regime 3O occurs for higher absolute values of the �eld pulse. In that case,
the AP � state is not stable anymore, and is assumed to vanish completely during the time
of the pulse. Furthermore, the positive �eld favours the P+ state, and thus the P+ 7! AP +

domain wall moves in the direction where theAP + state is reduced. After the pulse though,
the P+ state is replaced by anAP � state, due to the exchange coupling that becomes the
dominant interaction at zero �eld. Indeed, in the �nal state, the AP � state has grown, and the
displacement of the domain wall has an opposite sign to the one of regimes1O and 2O .

The main conclusion that one can draw from the results of Hamadehet al. is that a
Walker breakdown-like phenomenon, that leads to the limitation of �eld induced domain wall
propagation, occurs at low �elds. This phenomenon occurs between the regimes1O and 2O
presented earlier. However, the sign of the domain wall propagation depends on the amplitude
of the �eld pulse. For the case presented in [101], it is possible to achieve a high domain wall
motion for a �eld pulse that is larger than the exchange �eld, even though the direction is
not intuitive, but the exchange �eld shown in the article is small. Due to the small exchange
energy (11�J:m � 2), the exchange �eld is estimated to be around 19.5 mT. In the scope of the
iridium-based synthetic ferrimagnets, even using the second RKKY peak, the exchange �eld
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is around 170 mT. A domain wall displacement at high speeds using �eld pulses would thus
require �eld amplitudes of a higher order of magnitude than what is shown in this study.
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I.8 Quasistatic magnetisation reversal of a synthetic ferrimag-
net

In this section, we are going to show a similar study as what was shown earlier in section I.3,
but in the case of a synthetic ferrimagnet. This study will be the occasion to compare the
Stoner Wohlfarth model to experimental results, and to determine materials parameters, such
as the indirect exchange coupling intensity.

In the case of synthetic ferrimagnets, we will consider two ferromagnetic layers represented
as macrospins, and coupled via the RKKY interaction. We will thus have to represent two
magnetisationsM 1 and M 2. Furthermore, since the RKKY interaction does not depend on the
volume, we will treat this problem in terms of surface energy, using again an adapted Stoner
Wohlfarth model. Eventually, we will not consider the hard axis magnetic loop case, since it is
not useful to our study. Let us start with a short presentation of the motivations that lead us
to contemplate synthetic ferrimagnets for domain wall motion �rst.

I.8.1 Synthetic ferrimagnets for current induced domain wall motion

We have seen in the subsection I.6.3 that the current induced domain wall motion is limited by
an equivalent of the Walker breakdown observed in �eld induced domain wall motion. At this
point, the current density threshold that is observed for ferromagnetic monolayers is attributed
to a destabilisation of the domain wall [103]. Intuitively, a structure with two ferromagnetic
layers pointing in opposite directions diminishes the dipolar �eld radiated by the domain wall
on itself. This intuition has been studied experimentally in 2009 by Herranz [104], and with
simulations by Kuteifan et al. [105] who performed simulations representing a domain wall
speed as a function of the spin current density for such structures, and also as a function of the
magnetisation of each layer. Indeed, we represent on �g. I.14 the results obtained by Kuteifan
et al. concerning the evolution of the domain wall speed as a function of the parameteru as
de�ned by [100]: u = gJ� B P

2eM S
is the ratio of the Land�e factor g, the current density J , the

Bohr magneton � B , the spin polarisation P, and the electric charge of an electrone and the
saturation magnetisation M S, in the case of a single ferromagnetic layer for various values of
the non adiabatic spin transfer parameter � (a) and in a synthetic ferrimagnet (b) for various
values of both layers magnetisations.

Figure I.14: Evolution of a domain wall speed as a function of theu parameter de�ned as
u = gJ� B P

2eM S
: in the case of a single ferromagnetic layer (a), the in
uence of the saturation

magnetisation M S and the adiabatic spin-transfer parameter � is studied; in the case of a
synthetic ferrimagnet (b), the authors focus on the in
uence of the saturation magnetisation of
both layers. Excerpt from [105] .
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The most striking result is the con�rmation of an enhancement of the maximum domain
wall velocity achievable with the decrease of the net magnetisation of a bilayer, by means of an
increase of the current density threshold. For a perfectly compensated synthetic ferrimagnet
(synthetic antiferromagnet, zero net magnetisation out of plane at remanence), the current
threshold is pulled to an in�nite value, letting the domain wall speed grow arbitrarily large as
we increase the current density. This encouraging result leads to the consideration of synthetic
ferrimagnets for current-induced domain wall motion.

Indeed, the team of S. S. Parkin carried out many experiments of current-induced domain
wall motion in ruthenium based synthetic ferrimagnets. The most impressive result obtained is
the domain wall motion speed of 750m:s� 1 [40], which is thus more than one order of magnitude
larger than what was achieved for single ferromagnetic layers.

I.8.2 Most stable states

Let us determine the most stable magnetic states as a function of the applied magnetic �eld.
In order to do so, we will calculate the minima of energy density of the system, but �rst, let
us consider the symmetries of the problem considered: our material was grown by magnetron
sputtering using a rotating substrate, leading a priori to no preferential axis in the plane of the
sample. Furthermore, the magnetisation is expected to have an out-of-plane easy axis. Even-
tually, the applied magnetic �eld is applied in the out-of-plane direction. All these arguments
let us expect that the magnetisation will have the symmetries of the problem, and will thus be
perpendicular to the sample's plane.

Consequently, we can distinguish exactly four magnetic states that can be observed as
macromagnetic states: two for which magnetisations are parallel:P+ when the magnetisation
is parallel to the z axis and P � when the magnetisation is antiparallel to the z axis; and two
states where the magnetisations are antiparallel:AP + where the net magnetisation is along the
z axis, and AP � where the net magnetisation is along the� z axis.

Figure I.15: Representation of the most stable magnetic states under a perpendicular applied
magnetic �eld, as a function of the orientation of the magnetisations of the top and bottom
layer. The bottom layer (thicker) is assumed to have a larger net magnetisation than the top
layer. We assume an ascendingz axis.

A further consequence of the symmetries is that the dipolar energy density, which corre-
sponds to the demagnetising energy density in the case of a macrospin, does not play a role:
the magnetisation of each layer can only be in the z direction, which lets invariant the dipolar
energy density of each layer. Let us point out that in our approach, we neglect the interaction
of the stray �eld each layer with the other layer's magnetisation. Additionally, the Heisenberg
exchange energy density is assumed to be constant (macrospin hypothesis), so we can let it
out of all the calculations. Eventually, in all of the possible most stable states, the anisotropy
energy density is minimised, beacause the magnetisation is assumed to lie in the easy axis of
magnetisation. We can thus exclude this contribution of the energy density from the research
of the most stable magnetic con�guration as a function of the applied magnetic �eld.

I.8.3 RKKY coupling

The energy density that one has to consider in this case is a surface energy: in the model
we are using, the surface contributions especially due to the magnetocrystalline anisotropy are
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dominating. Indeed, to determine the lower energy state in the macrospin approximation, we
will consider the surface energy" corresponding to the energy density that follows: E tot =
EZ + ERKKY . Let us adapt this formula to compute the energy density of each four states
P+ ; AP + ; AP � ; P � as a function of the applied magnetic �eld:

8
>>>><

>>>>:

"P + (H ) = � � 0H (t1M 1 + t2M 2) + JE

"AP + (H ) = � � 0H (t1M 1 � t2M 2) � JE

"AP � (H ) = � 0H (t1M 1 � t2M 2) � JE

"P � (H ) = � 0H (t1M 1 + t2M 2) + JE

Figure I.16: Most stable states according to a macrospin approach.

The �rst observation one can make from these four equations is the �eld symmetry of the
expressions. At �rst sight, we can clearly note that:

(
"P + (H ) = "P � (� H )

"AP + (H ) = "AP � (� H )

Which is a direct consequence of the symmetry of the problem. We can thus only study the
most stable states for a positive applied magnetic �eld, and use the symmetry to complete our
study. The expected states for positive �elds areP+ and AP + , due to their total magnetisation
that would then be parallel to the magnetic �eld. The energy densities of these states are equal
at a value of the �eld given by:

� 0HAP + $ P + =
JE

t2M 2
(I.10)
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The slopes of both linear equations thus state that the stateP+ is the most stable state for

� 0H �
JE

tF M 2
(and symmetrically, P � is the most stable state for� 0H � �

JE

tF M 2
), and AP + is

the most stable con�guration for 0 � � 0H �
JE

tF M 2
(and by symmetry, AP � is the most stable

con�guration for �
JE

tF M 2
� � 0H � 0

The energy density description of the samples described above can be represented schemat-
ically as shown on �g. I.16.

I.8.4 In
uence of the ferromagnetic layers thickness

Let us now consider another parameter of in
uence, that is the thickness of the magnetic layers
of the stack. This dimension is of major importance, because it clearly determines the net
magnetisation of the sample. In the following paragraphs, we choose to keep the thickness of
the top cobalt layer constant, and we vary the thickness of the bottom cobalt layer. We will
divide this study in two parts: �rst, we consider the evolution of the behaviour of the stacks as
a function of the thickness of the bottom cobalt layer in terms of energy density terms, through
the Stoner-Wohlfarth model, and then we analyse experimental results obtained from a series
of samples corresponding to this parameter study.Let us point out at �rst sight that the
considerations made here are based on the analysis of the width of an hysteresis
loop, which can only be qualitative .

Stoner-Wohlfarth approach

We have already studied the outer loops switching �eld in a Stoner-Wohlfarth model, leading
to a determination of the RKKY exchange coupling. We only used the centre of the hysteresis
loop then, because it is very narrow, according to the experimental results. Concerning the
in
uence of the cobalt thicknesses, we will focus on theAP + $ AP � transition.

In this transition we want to characterise, the switching can occur only because of the
di�erence of Zeeman energy, the two con�gurations being perfectly symmetric with respect to
the sample's plane. The hysteresis loop being centered on 0 �eld, what matters here is the
width of the hysteresis loop. We can then understand the switching of the magnetisation as the
crossing of an energy barrier that is caused by the magnetic anisotropy. Let us consider that
the orientation of the magnetisation of both layers can be represented by their angle with the
perpendicular-to-the-plane direction. Let us consider that the angle is the same for both layers,
in a macrospin approximation, leading to minimising the RKKY exchange energy density. We
represent the energy densities involved as a function of this angle on �g. I.17.

Let us determine the width of the centered hysteresis loop as a function of the energy barrier
represented here. First, the macrospin assumption leads to the following total surface energy
of the system, using eqs. (I.2) and (I.5):

" tot = "Z + "A = � � 0(t1M 1 � t2M 2)H cos(� ) � K cos2(� )

We can now express the angle� max maximising the total energy density by cancelling the
derivative of " tot with respect to � :

� max = arccos
�

� 0(t2M 2 � t1M 1)H
2K

�

The amplitude of the energy barrier is then de�ned as:

� " = max
� 2 [0;� ]

(" tot (� )) � max(f " (� = 0) ; " (� = � )g)
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Figure I.17: Macrospin energy density as a function of the angle� between the magnetisation
of the cobalt layers and the out-of-plane axis for theAP + $ AP � transition.

We can evaluate this relationship as a function of the applied magnetic �eld as:

� " = � 0(t1M 1 � t2M 2)H
�

1 �
� 0(t2M 2 � t1M 1)H

2K

�
+ K

 

1 �
�

� 0(t2M 2 � t1M 1)H
2K

� 2
!

The previous equations enable us to �nd the coercive �eld, by letting � max being equal to 1
or � 1, or letting � " be null. We obtain thus the expression of the switching �eld that follows:

� 0HS =
2K

� tM
In the previous expression, we note �M the absolute value of the di�erence of both mag-

netisations multiplied by the corresponding thickness: � tM = jt1M 1 � t2M 2j. If we consider
that the magnetisations of both layers should be very close one to another, by callingM S the
common magnetisation, and � t the absolute value of the di�erence of both thicknesses, one can
express the coercive �eld as:

� 0HS =
2K

M S� t
(I.11)

Let us also remember from eq. I.10 that the outer loop switching �eld is also dependent on
the layer of smaller magnetisation, as well as on the total magnetic thickness of both layers. We
can thus observe both switching �elds as a function of the thicknesses of both cobalt layers.

I.8.5 Magnetic transitions and pinning points

Now that we have a deeper understanding of the magnetic transitions that can occur, and their
dependences on the thickness of the layers of materials, let us characterise the shape of the
magnetic domain walls. The method that we chose is the magneto-optic Kerr e�ect imaging.
This technique enables us to probe the whole magnetisation of our samples because of their
very small thickness. The spatial precision is also adequate, since we can see details down to
few micrometers, which is the order of magnitude that matters to us.

We especially want to see the di�erence between the ferromagnetic to ferrimagnetic and
ferrimagnetic to ferrimagnetic transitions. We expect from literature a signi�cant di�erence
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between both transitions, due to the fact that ferrimagnetic to ferrimagnetic transitions corre-
spond to simultaneous switching of both magnetisations, whereas ferromagnetic to ferrimagnetic
transitions correspond to a monodomain in one of the magnetic layers, and a magnetic domain
wall propagating only in the other magnetic layer.

Figure I.18: Magnetic hysteresis loop of the synthetic ferrimagnet
Ta=P t=Co(0:95)=Ir (1:5)=Co(1)=P t: Evolution of the magnetisation as a function of the
applied magnetic �eld

We present the hysteresis loop of a synthetic ferrimagnet at room temperature on �g. I.18.
We chose this sample because it exhibits all the transitions by sweeping the �eld from negative
to positive.

On �g. I.19, we present Kerr imaging of the magnetic transitions occurring in the synthetic
ferrimagnet during the hysteresis loop displayed on �g. I.18. First, we can notice a �eld symme-
try in the transitions: a and f, b and e, and c and d represent the transitions that are symmetric
with respect to the applied magnetic �eld. The images b and e show smooth bubbles propa-
gating with no noticeable pinning point, with the exception of a scratch that is also visible on
images c and d. On the other hand, images a and f show irregular shapes of domain wall, with
a dendritic-like appearance, and numerous nuclei. Similarly, on images c and d, the domain
wall looks irregular, and numerous pinning points can be seen.

This observation has already been reported in previous works by P. Pirroet al. [106]. The
explanation that holds from the samples we work on is the following: the magnetic domain
wall propagation can be stopped by pinning points due to defects in the material. By only
considering these defects, we can expect a 1 layer domain wall to be easily pinned by a simple
defect in the layer it is propagating in. However, for a 2 layer domain wall, a pinning point
in only one of the layers can be overcome because of the propagation of the domain wall in
the layer that is not pinned. The exchange between the domain wall in the pinned layer and
the domain wall in the other one can let both domains propagate and diminish the in
uence of
pinning points, unless the defect that pins the domain walls is present at the exact same location
in both layers (which can be the case for a deep scratch for instance, as shown on �g. I.19 b {
e).
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Figure I.19: Propagation of magnetic domain walls under applied �eld for the transition: P � 7!
AP � (a); AP � 7! AP + (b); AP + 7! P+ (c); AP � 7! P � (d); AP + 7! AP � (e); P+ 7! AP +

(f)

I.9 Conclusion

In this chapter, we have provided means of understanding of the �eld induced behaviour of
magnetic thin �lms that can be considered as macrospins. Indeed we have introduced the main
interactions that govern the magnetisation state, as well as the equations of motion of the
magnetisation when subjected to various excitations, such as a static �eld or a spin polarised
current. These elements are the basis of further analysis, as well as experimental characterisation
of our samples.

Besides, we have presented the chronological progress made in the domain wall motion
�eld induced by current and �eld. We have given the main steps in the enhancement of the
domain wall speed that were achieved in the past decades, and also explained why synthetic
ferrimagnetic bilayers are considered as very promising candidates to propagate domain walls
at high velocities.

This state of the art chapter lets us now contemplate in details new results about iridium-
based synthetic ferrimagnets.



Chapter II

Methods

This chapter is devoted to the presentation of experimental details of the setups that were used
to obtain the results presented in the rest of this manuscript. Amongst the tools that were
used, we can distinguish three main categories corresponding to the fabrication of the samples,
the measurement of the magnetic hysteresis loops, and the spin transport measurement. We
will thus present in this order the main devices that were used. Let us note that for the
spin transport setups, a more precise study of the methods is given in the last chapter of this
manuscript.

II.1 Physical vapor deposition by magnetron sputtering

The magnetron sputtering is a deposition technique that is widely used in the academic �eld
as well as in the industry, for instance in order to make magnetic memories. This deposition
technique relies on the fact that high vacuum (� 5� 10� 8 mbar) can be achieved in a chamber,
in which the deposition process is lead by the sputtering of an ultra pure target of material
thanks to argon ions con�ned by a magnetron �eld, and accelerated towards the target by an
electric �eld, as shown on �g. II.1. The collision between the argon ions and the materials
target results in the sputtering of the target. Atoms are projected in the chamber, and can be
collected on a substrate facing the target, leading to a homogeneous layer of material.

Figure II.1: Physical principle of a magnetron sputtering.

The main parameters of in
uence to tune the properties of the deposition are the energy of
the incident atoms, the purity of the materials supttered and the temperature of the substrate.
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The energy of the incident atoms is mainly determined by the argon pressure and the voltage
that is applied to the target. On the one hand, the higher the applied voltage, the larger the
speed of argon ions that sputter the material target chosen, therefore the larger the incident
atoms energy. On the other hand, the pressure of argon is linked to the number of collisions
that will occur between an incident atom and the atoms of the argon atmosphere. Indeed, the
larger the argon pressure the lower the incident atoms energies.

The energy of the incident atoms can have various e�ects on the quality of the deposition.
It was for example shown by Thornton [107] that the larger the incident energy, the smaller
the roughness of the material. This can be understood considering that the incident atoms
energy will be transfered to the atoms at the surface of the layer being grown, which can gain
a large mobility, leading to a smoother interface. However, it is well known that if the incident
atoms energy is too large, some resputtering can occur. This phenomenon corresponds to the
sputtering of the deposition caused by the incident atoms, and can be especially dramatic when
a heavy material is sputtered with a large incident energy on top of a light element.

Eventually, the temperature of the substrate can be an asset to improve the crystalline
quality of the samples grown. A large temperature combined with a low deposition rate can
even lead to an epitaxial growth using this method [108,109]. Even though this method seems
appealing, the corresponding drawback is a possible di�usion of the elements of a layer into
another, or on the contrary, the segregation of two compounds of an alloy. These are the
reasons why we did not try to deposit our stacks at high temperature.

Regarding the thickness of the layers that one can deposit, the precision that can be obtained
is the angstrom. Indeed, as we show later in this manuscript, when evaluating experimentally
the thickness dependence of the interfacial e�ect of indirect coupling, a change of 1�A is clearly
noticeable on the behaviour of the materials, and easily reproducible.

The sputtering system built by Vinci Technologies is presented on �g. II.2. One of my
tasks was to assess the device and try several functionnalities. I could especially perform
depositions at temperatures up to 800°C, try both the DC and RF mode, and eventually I
performed depositions of titanium in reactive atmospheres composed ofO2 and N2. From the
outstanding quality of the samples grown with this device, I could be certain of the properties
of the multilayered stacks that are studied in the rest of this manuscript.

Figure II.2: Sputtering system developped by Vinci Technologies for the Institut Jean Lamour.
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II.2 Measurement of a magnetic hysteresis loop

The most interesting properties of the materials that we want to probe are related to the
magnetisation. Several tools and methods can lead to a measurement of the magnetisation as
a function of the applied magnetic �eld. In this section, we present two types of e�ects and
devices that are routinely used in magnetometry. These e�ects can be separated depending on
their physical origins. We will �rst introduce magneto optical e�ects, and afterwards we are
going to describe the superconducting quantum interferometry.

II.2.1 Magneto Optical Faraday and Kerr e�ects

The interaction of light and magnetised matter has been observed since the 19th century mainly
by John Kerr [110, 111]. Amongst numerous magneto optical e�ects, the Faraday and Kerr
e�ects are very often used to characterise magnetic materials. These e�ects stem from the
same causes, that are an asymmetry in the dielectric tensor induced by the magnetisation of
the material. Indeed, the propagation of light within materials is derived from the Maxwell
equations, and in anisotropic materials, this propagation depends on the magnetic permeability
� and the dielectric permittivity " . Since the magnetic permeability is nearly equal to the one
of vacuum for materials [112], magnetic or not, at visible light frequencies, all the magneto-
optical e�ects that are seen with visible light are thus a consequence of the asymmetry of the
dielectric permittivity " that can be written as a tensor, in the case of linear homogeneous
materials. The consequences are a change in the helicity and ellipticity of light. For instance,
let us study the Faraday e�ect in a material acting on a linearly polarised light. We can express
the linearly polarised light as the superposition of a right circularly polarised light and left-
circularly polarised light. Indeed, the expression of the electric �eld of left (E � ) and right ( E + )
circularly polarised light is the following:

E � (r ; t) =
E0p

2
ei (!t � r �k � + � � ) (x � i y )

Therefore, a linearly polarised light along thex axis can be written asE L =
1

p
2

(E + + E � ).

Considering a linearly polarised incident light that 
ows in the same way in vacuum or air,
regardless of its helicity, we can �nd that within the material the helicity of the light changes:
both helicities do not gain the same phase factor and the amplitudes do not decay at the same
rate as a function of the depth. Let us consider a light beam that 
ows in the z direction,
perpendicular to the thin �lm. We express the electric �eld as a function of the position along
the z axis, regardless of the other components ofr . The electric �eld can be written as follows
at a depth � in the material, considering � + = � � = 0 and z = 0 at the incident surface:

E (�; t ) =
E0p

2

��
ei (!t � k+ � ) + ei (!t � k � � )

�
x + i

�
ei (!t � k+ � ) � ei (!t � k � � )

�
y

�

Using the notations: �k =
k+ + k�

2
and ~k =

k+ � k�

2
, one can transform the previous

expression as follows:

E (�; t ) =
E0p

2

��
ei (!t � ( �k+ ~k)� ) + ei (!t � ( �k� ~k)� )

�
x + i

�
ei (!t � ( �k+ ~k)� ) � ei (!t � ( �k� ~k)� )

�
y

�

Once the light has travelled through a total thickness t of magnetic material, we can let it

ow through a polariser that is along the y axis (perpendicular to the initial polarisation of the
light). The electric �eld measured can thus be expressed as:
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Ey(z; t) =
2E0p

2
ei (!t � kz� �k� ) sin(~k� )

The amplitude measured can be deduced from �F = ~k� , known as the complex Faraday
rotation. It is indeed dependent on the di�erence of k vectors of the right and left circularly
polarised lights, and thus, on the magnetisation orientation of the sample. The Kerr e�ect
corresponds to the same exact phenomenon but in re
exion II.3. The complex Kerr rotation
can be expressed as [113]:

� K � i

p
k+ �

p
k�

r
ck+ k�

!
� 1

The magneto optical Kerr e�ect (MOKE) can thus be used to probe a small area of the
matter, of the size of the light beam that is used. However, a more promising way to bene�t
from this e�ect is to build a microscopy technique using this principle. Since the MOKE
can be observed by two successive polarisers, it is possible to attribute a value according to
the intensity of light measured. This intensity is dependent on the angle between the light
polarisation and the polariser. Indeed, this intensity of light gives an image of the projection
of the magnetisation pointing out of the plane of the sample. It is thus possible convert a
microscopy image that shows variations of light intensity into a magnetisation mapping using
shades of grey, for instance. This technique is widely spread, and is usual to observe magnetic
domains in wires or full �lms as a function of time when magnetic �elds or current pulses are
applied.

M

E � Kerr

Figure II.3: Representation of the magneto-optical Kerr e�ect. � Kerr denotes the rotation of
the helicity of the light.

In the setups that are used in Institut Jean Lamour of Nancy, two methods exist. A method
consists in converting the helicity rotation into an intensity of light, by using polarisers and
measuring the intensity of light. This method gives a local measurement of the magnetisation
state, but it does not provide any information concerning the magnetisation evolution as a
function of time in the space. For instance, with this tool, it is not possible to observe domain
wall motion because the only information displayed concerns the magnetisation state in the
small area where the light beam probes the matter. The MOKE equipment available in the
Cavendish Lab of Cambridge, that was set up by Jieyi Liu, uses this method in order to probe
the magnetisation with a spatial resolution of 3 � 3 � m2, for temperatures between 1.6K and
room temperature, and for applied �elds up to 9 Teslas, which makes it one of the most powerful
local MOKE setups. Additionally, it enables the measurement of the magnetisation as a function
of time with a time step of around one second. It is also possible to map a surface and measure
the MOKE e�ect over it, but it needs time to sweep the surface, which makes it hard to observe
with precision the behaviour of a whole magnetic domain.
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Another method is to use the MOKE e�ect in a microscope. The principle is the same, how-
ever the measurement is converted in an image where the black and white contrast corresponds
to the magnetisation state. With this microscope, depending on the lens used, it is possible
to capture small details, down to the micrometer scale. It is thus possible to observe domains
nucleating and domain walls spreading under the action of the �eld. The setup provided in
Nancy enables the direct observation of magnetic domains at room temperature, with a time
step that can be tuned between a tenth of a second to several seconds. Indeed, at adequate
values of the applied magnetic �eld, it is possible to observe clearly the nucleation and the
propagation of domain walls in many thin layers.

II.2.2 Vibrating Sample Magnetometry (VSM)

It is possible to measure the magnetic moment of a sample using a VSM technique. It consists
in making a magnetic sample oscillate over a closed coil, and observe the current induced in it
due to the change of magnetic 
ux that 
ows through the coil. The mode of detection of the
signal can be achieved thanks to various devices. The most precise one is the superconducting
quantum interferometer device. This kind of device relies on the Josephson e�ect that is present
in a Josephson ring. This component is composed of a ring of superconducting material in which
a weak link is inserted. The DC Josephson e�ect corresponds to the appearance of a DC current
through the non superconducting material in the absence of any applied voltage, referred to as
supercurrent. Using the fact that the magnetic 
ux within a superconductive loop is quantised
in units of � 0 = h

2e, and the relationships between the phase of the supercurrent, it is possible
to create a device composed of two Josephson junctions in parallel in which the current 
owing
in the circuit is modulated by the 
ux inside the superconducting loop.

Figure II.4: Schematic of the MPMS SQUID VSM used for the magnetic loops measurements
carried out in Nancy. This image was extracted from [114]

The main advantage of this method is that the 
ux unit of quantisation � 0 is very small,
which allows this type of devices to have a great precision. However, it also needs calibrations
so as to evaluate the magnetisation of a sample correctly from the magnetic 
ux that it emits.

The device that I used in Institut Jean Lamour is the MPMS SQUID VSM which is schemat-
ically represented in �gure II.4.
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II.3 Main methods to probe SHE and ISHE

Historically there are two main options to perform a measurement of the direct or inverse spin
Hall e�ects: the spin torque ferromagnetic resonance (ST-FMR) and the spin pumping ferro-
magnetic resonance (SP-FMR). Both techniques rely on the measurement of the magnetisation
dynamics using bilayers composed of a ferromagnetic layer which dynamical behaviour is well-
known, and a non magnetic material that we want to characterise. The goal in each case is
to measure the interplay between the spin currents and the magnetisation dynamics through
recti�cation e�ects, and both measurements correspond in the end to an electrical measure-
ment. Accordingly, the samples that we are working on are patterned into wires in both cases.
However, there are some major di�erences between these two experimental techniques that we
are going to present.

II.3.1 The spin torque ferromagnetic resonance (STFMR)

The ST-FMR corresponds to the excitation of the magnetisation by injecting an RF charge
current that supplies an oscillatory Oersted �eld and a spin current that acts as an harmonic
torque on the magnetisation. The recti�cation e�ect that we are probing in this case is the
anisotropic magneto resistance (AMR), that is to say the dependence of the electrical resistance
on the magnetisation orientation. By this means, we obtain an information on the modi�cation
of the magnetisation dynamics, and we can measure the spin current initially supplied thanks
to the SHE in the non magnetic material.

This technique is attractive because it relies on the symmetry of the response that is com-
posed of the response to the Oersted �eld and the response to the spin torques, due to the
injected spin current. It is often stated that the symmetric part of the signal is due to the spin
torques, whereas the Oersted �eld produces an antisymmetric response (All the symmetries
considered are with respect to the resonance �eld at the set frequency, or the applied �eld with
respect to the set magnetic �eld, depending on the type of measurement chosen). This feature
makes it an \autocalibrated" measurement: there is no need to characterise the electric circuit
in which the excitation propagates, because the Oersted �eld excitation and the spin torques
stem from the same charge current.

The drawback of this method is that the assumption concerning the symmetries of the signal
obtained may not always be accurate. Indeed, in usual experimental conditions, the symmetry
assumption is due to the fact that the Oersted excitation and the spin torques do not interact
with the same coe�cients of the magnetic susceptibility � , and concerning the real part of the
matrix, these coe�cients are considered as antisymmetric for the diagonal ones, and symmetric
for the others, (the imaginary part of the matrix shows an opposite behaviour) which is not
exactly true, as shown in the section concerning magnetisation dynamics later in this chapter.
Another issue concerning this method is that it does not provide a value of the spin 
ip length
of the non magnetic material that is probed.

II.3.2 The spin pumping ferromagnetic resonance

The spin pumping ferromagnetic resonance represents the \inverse" of ST-FMR. Indeed, in that
case, we act on the magnetisation using an antenna generating an Oersted �eld to drive the
magnetisation. We can thus control the magnetisation dynamics without interfering with the
non magnetic material in the �rst place. Then, the magnetisation dynamics is responsible for
the generation of a spin current through the spin pumping e�ect, which is converted in the non
magnetic material via ISHE in a transverse charge current. We obtain experimental results by
probing the voltage at the terminals of our device.

The main advantage of this technique is that it is supposed to give a signal that is only due
to the inverse spin Hall e�ect. We do not have to face the separation of di�erent components
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(a) ST-FMR sample (b) SP-FMR sample

Figure II.5: Top view of patterned samples for spin torque (a) and spin pumping (b) ferromag-
netic resonances. For STFMR (a), the sample is patterned into an antenna of Ti/Au with a
Ground-Signal-Ground (GSG) geometry, and the bilayer is part of the signal. For the SPFMR
(b), the sample, patterned into a wire (vertical on the image above), on which an insulating
SiO2 layer has been grown. On top of all this, a Ti/Au curved planar wave guide is deposited
(curved yellow lines) in a GSG geometry. The static �eld H 0 and the RF Oersted �eld hRF

applied in the experiment are drawn on the graphs.

in the response. However, the results that are obtained are not easy to quantify since they
depend on the amplitude of the Oersted �eld that is applied to the sample, which is frequency
dependant, like all the parts of the propagation line that is used.

We can conclude this section by observing that regardless of the method used, signi�cantly
di�erent results have been reported. The same materials have been measured and the values of
� SH and lsf can di�er by an order of magnitude. Since there is no clear consensus in the scienti�c
community to unify the method for SHE measurement, it is still up to the experimentalist to
choose which of these reciprocal methods is the most suitable.

In our case, we want to measure a material which spin Hall e�ect was reported only once
before, and for which the spin Hall angle is expected to be very small (2%) [43]. After taking
a closer look to both methods, we will discuss the choice of the experimental techniques.
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Chapter III

Magnetic �eld study of synthetic
ferrimagnets

III.1 Introduction

Now that the physical notions that are needed to understand the whole manuscript have been
introduced, let us focus on the magnetic properties of the synthetic ferrimagnets that I have
grown. The growth technique has been presented in the introduction, and enables us to fabricate
all the samples that are presented in this manuscript.

To start this chapter, I present how we were able to tune the magnetic properties of the
synthetic ferrimagnets grown in order to fabricate a model system. In order to do so, we were
able to control the exchange coupling between the two magnetic layers that compose our system,
and adjust the magnetic compensation to lower the projection of the net magnetisation of the
whole stack on the axis perpendicular to the thin �lm.

Afterwards, I display a study of the magnetic con�gurations that can be accessed by sweeping
the �eld, depending on the temperature at which the experiment is performed. I could establish
three temperature domains that lead to three distinct magnetic loop shapes, according to the
possibility to observe various transitions between magnetic con�gurations.

Eventually, I concentrate on the transitions between two magnetic con�gurations. We are
able to demonstrate non monotonic magnetic aftere�ect measurements due to the temperature
dependence of the accessible magnetic transitions.
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III.2 Magnetic hysteresis loop and quantities of interest

III.2.1 Stacks grown

The stack of the multilayers that were grown and studied by magnetometry is presented in
�gure III.1. We can especially point out the fact that we use a bu�er layer of tantalum. This
layer does not play a role for the magnetism, but enables an improvement of the quality of the
magnetic layers that were grown above: it is a usual bu�er layer. The fact that we use only a
small thickness for this layer is mainly due to the fact that above around 5 nm, the tantalum
layer gets a preferential crystalline structure that determines the crystalline order of the layers
grown on top of it, which is not the e�ect that we are looking for here. We discuss the role of
the platinum layer in the very next paragraph.

Silicon substrate

Ta (40�A)

Pt (30 �A)

Co (tCo 1)

Ir ( t Ir )

Co (tCo 2)

Pt (30 �A)

Figure III.1: Stacks grown to optimise the layers thicknesses so as to get a model system
for synthetic ferrimagnets for racetrack memory applications. The red arrows represent the
magnetisation of the cobalt layers at remanence. The opposite orientation would have been
possible as long as both magnetisations were supposed to be aligned in opposite direction so as
to satisfy the RKKY interaction. Thus, this con�guration was chosen partly arbitrarily.

III.2.2 Perpendicular magnetic anisotropy

One of the features that we want to observe on the magnetic loops measured is the preferred
direction of the magnetisation. In order to enable a large storage density as a material for
magnetic memory, it is mandatory to obtain an out of plane easy axis of magnetisation. Since
the thickness of the magnetic layers in our samples is very small, the demagnetising �eld makes
it challenging to obtain this out of plane magnetisation easy axis. Indeed, the solution that was
found is to obtain a large magnetocrystalline perpendicular anisotropy.

The magnetocrystalline anisotropy can be obtained from bulk and surface contributions, as
presented in the �rst chapter. However, the largest contribution that is obtained in our thin
�lms correspond to an interfacial anisotropy. Especially, the Pt/Co interface is well-known for
promoting perpendicular magnetic anisotropy. This can be explained by a hybridisation be-
tween both materials at the interface, which is due to the large spin orbit coupling of platinum.
This hybridisation has been evidenced experimentally, especially by measuring a magnetic en-
hancement in cobalt as well as in platinum at the interface [115, 116]. Additionally, the strain
at the interface because of the lattice mismatch between cobalt and platinum can also play a
role in the surface anisotropy [117].
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For the materials that we grew, we used the Pt/Co interface that helped us to get perpendic-
ular magnetic anisotropy. It is also likely that the Co/Ir interface helps getting a perpendicular
magnetic anisotropy because of a similar lattice mismatch, that would lead to strain at the in-
terface with the cobalt layers, and because of the large spin orbit coupling of iridium. However,
let us note that the iridium interface is not su�cient to promote the perpendicular magnetic
anisotropy in the stack: all the samples that were grown as multilayers of Ir/Co/Ir had an
in-plane remanent magnetisation.

The proof of perpendicular magnetic anisotropy in the magnetic loops is given by the steep
transitions that are observed when the magnetic �eld is applied perpendicularly to the sample's
plane. This shows that the out of plane axis is an easy axis of magnetisation. All the hysteresis
loops shown in this chapter show sharp transitions as we expect them to be.

III.2.3 Magnetic transitions and remarkable values of the �eld

In this chapter, we have presented experimental measurements of the magnetisation dependence
on the applied magnetic �eld in an easy axis of magnetisation. As precised in the previous
chapter, there are only four accessible magnetic states that we denotedP+ , AP + , AP � and
P � . The measurements that we carried out gave us several types of magnetic hysteresis loops,
and the most common graphs that we could obtained are schematically represented in �g. III.2.

Figure III.2: Schematic of an easy axis magnetic hysteresis loop of a perpendicularly magnetised
synthetic ferrimagnet: evolution of the magnetisation as a function of the applied magnetic �eld
along the out-of-plane axis, which is an easy axis of magnetisation.

We can �rst notice about this cycle that the origin of the graph is a symmetry centre of
the curve. Indeed, all the information is contained in a single half of the measurement. We
can thus only consider one sign for the applied �eld. Then, the two most relevant values
of the applied magnetic �eld are obtained when magnetic transitions occur. The �eld called
HAP � ! AP + corresponds to the magnetic transition between the con�gurationsAP � and AP + ,
which involves the switching of the magnetisation of both magnetic layers that compose the
synthetic ferrimagnet. The second important value of the magnetic �eld is the centre of the
outer loops, for the transitions AP + $ P+ . The width of this minor loop is experimentally
found to be small, which enables to consider that both switching fromAP + to P+ and from
P+ to AP + occur at approximately the same value of applied magnetic �eld.

Now that we have presented the features of a magnetic hysteresis loop that we are going
to study, let us focus on the experimental measurements that were carried out in order to
characterise the magnetic properties of the synthetic ferrimagnets that we grew.
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III.3 In
uence of the Iridium thickness on the RKKY coupling
amplitude

III.3.1 Measurements

The energetic determination of the most stable magnetic con�gurations as a function of the
applied magnetic �eld, carried out in the �rst chapter, provides an easy method for probing the
RKKY coupling in synthetic ferrimagnetic structures. However, the determination of the RKKY
exchange as we perform it can only give information when the coupling is antiferromagnetic.
Indeed when the coupling is ferromagnetic, there is only one main hysteresis loop and two
accessible magnetic states, and our method turns out to be ine�ective. Therefore, we are only
able to measure the RKKY coupling for antiferromagnetic values of the coupling. Fortunately,
it corresponds to the e�ect desired for the applications we consider.

We chose to grow various samples, changing the iridium spacer thickness so as to observe
the evolution of the coupling as a function of the iridium thickness, by means of switching �elds
for the AP + $ P+ transition ( HAP + $ P + ), and in an equivalent manner, for the switching
�elds for the AP � $ P � (HAP � $ P � = � HAP + $ P + ).

The measurements that were carried out display the sum of two contributions: the dia-
magnetic response of the whole stack, and the ferromagnetic contribution that comes from the
magnetic materials composing the sample. The diamagnetic part is not a subject of interest to
us, and is characterised by a linear response to the �eld (� diamag � � 10� 6). We eliminated this
part of the signal by subtracting a linear �t of the �eld dependence of the magnetisation for
large values of the �eld (1 � � 0H � 4 T), where the ferromagnetic contribution is constant.

Figure III.3: SQUID magnetic hysteresis loop of a Si//Ta(5)/Pt(3)/Co(0.7)/Ir(1.43)/Co(1)/Pt(3)
sample at room temperature. (All thicknesses are in nm)

We also did not take into account a curvy signal in our curves as shown in �g. III.3. This
e�ect has been shown to stem from the edges of the sample where magnetic material was also
deposited. We have a con�rmation of that conclusion because magneto-optic Kerr microscopy
measurements only show the local magnetic behaviour of the material, because the only zone
probed corresponds to the location of the light beam, and the results obtained by this local
technique do not show this curvy signal. Even though these edges do not represent a large
surface, their magnetic signal is not negligible, given the very low thickness of the �lm. We
can also point out that the SQUID measurement is sensitive to the stray �eld, which can be
modi�ed dramatically by the edges.
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III.3.2 Results and discussion

On �g. III.4, we represent several easy axis magnetic hysteresis loops of synthetic ferrimagnets of
the form: Si � SiO2=Ta(5)=P t(3)=Co(0:7)=Ir (t Ir )=Co(1)=P t(3) (All the thicknesses are given
in nm). Our interest is to probe the change of switching �eld (HAP � $ P � ) for the outer loop
that is present on all the curves. We interpret the applied magnetic �eld in the middle of the
hysteresis loop as the exact value of transition �eld predicted by the Stoner-Wohlfarth model
as given in eq. (I.10).

Figure III.4: Magnetisation as a function of the applied magnetic �eld in
Si//Ta(5)/Pt(3)/Co(0.7)/Ir( t Ir )/Co(1)/Pt(3) for iridium spacer thicknesses ranging from
t Ir = 12:8 �A to t Ir = 16:2 �A

As expected, the evolution of the switchingHAP + $ P + �eld starts at a low value (around
4 mT ) for t Ir = 12:8 �A, then increases with the iridium thickness until reaching a maximum of
170 mT for an iridium thickness of 14:3 �A, and eventually plummets until 3 mT for t Ir = 16:2
�A. We can compare the values of coupling obtained to what should be obtained according to
the RKKY model, and this is what is represented on �g. III.5:

Let us compare the results shown in �g. III.5 with the previous studies published. We
can especially compare our �ndings with the studies of S. S. Parkin [47], in which the author
describes a systematic experimental study of the RKKY coupling through various materials,
and the article of Yakushiji [118], which focuses on the RKKY coupling in iridium. The value of
the exchange coupling found for the �rst oscillation is 1.85erg:cm� 2 (1.85 mJ:m � 2). According
to the literature [58{60], the exchange coupling due to the RKKY interaction decreases as a

function of the material thickness as
cos(kF t Ir )
(kF t Ir )3 . The period of the oscillations found by Parkin
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Figure III.5: Measured RKKY exchange constant from
Si//Ta(5)/Pt(3)/Co(0.7)/Ir( t Ir )/Co(1)/Pt(3) as a function of the iridium thickness (blue
stars); The dashed black curve represents the RKKY coupling as predicted by (I.6)

is 9 �A, and the �rst peak of antiferromagnetic coupling is found at an iridium thickness of
t Ir = 4 �A. The expected value of the exchange coupling at the second antiferromagnetic peak is

thus supposed to be
�

4
4 + 9

� 3

times smaller than what was found at the �rst peak, that is to

say 54�J:m � 2. Concerning the study of Yakushiji, both antiferromagnetic peaks are obtained
and characterised. The corresponding iridium thickness are 4.5�A and 14 �A. The amplitudes
for these peaks are respectively over than 2mJ:m � 2 and 170�J:m � 2.

The value obtained with our experiments show a value of 70�J:m � 2, which is 30% larger
than the value from Parkin, but also less than half of what is obtained by Yakushiji. Concerning
the position of the peak, Parkin's study �nds the second antiferromagnetic oscillation peak at
t Ir = 13 �A, and Yakushiji �nds it at 14 �A whereas we �nd it at 14.3 �A. We obtain a di�erence
that is smaller than 10% of the expected value.

The slight di�erence concerning the position of the RKKY peak can be attributed to the
fact that the thickness of the material is not a very precise quantity. Even though the material
growth conditions are the best that can be achieved in terms of magnetron sputtering, the
interface is very likely to be imperfect and have defects. Furthermore, the roughness of the
interfaces might be su�cient to make it hard to de�ne precise thickness of magnetic layers.

Concerning the amplitude of the indirect exchange interaction, since this quantity depends
on the surface of the sample, it is likely that a change of quality in the interfaces can modify
the observed value of the coupling. Eventually, for both the amplitude and the spatial period
of the RKKY coupling, we can argue that the Stoner-Wohlfarth model hypothesis are not
perfectly respected, especially due to the fact that the magnetisation is not always behaving as
a macrospin, depending on the values of the applied magnetic �eld. Part of the discrepancies
between the di�erent results can thus be imputed to the model. We can conclude from this
study that our results are in good quantitative agreement with the previous works of Parkin.
However, the large discrepancy between the amplitude of the second antiferromagnetic peak
found by Yakushiji and us has to be noted. Our guess is that the quality of the interfaces in
our stack does not reach the quality of Yakushiji's. This may be explained by the fact that the
stacks of Yakushiji are composed of a bu�er and a platinum layer that are initially annealed
at 573 K for 300 seconds, which can provide a good crystal quality. Furthermore, between this
bu�er layer and the iridium one, numerous layers of Co/Pt are grown, which can provide a
texture that is likely to improve the interface.
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For the rest of the samples that are grown, we set the iridium thickness to 14.3�A to ensure
a maximised antiferromagnetic exchange coupling between both magnetic layers.
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III.4 Tuning the magnetic compensation of synthetic ferrimag-
nets through the cobalt thickness

As mentioned in the �rst chapter of this manuscript, this cobalt thickness study stems from
the comparison of the Zeeman energy and the anisotropy. The latter may be dependent on the
position in the sample, and this study assumes no defect leading to an easy nucleation point in the
sample, which is very unlikely. The theoretical predictions are thus purely qualitative:
we do not intend to extract materials parameters here, but to validate a qualitative
agreement between the macrospin calculations and the experimental results.

The experiments that we chose to carry out in order to probe the evolution of the magnetic
parameters of the stack are the following: we grew a series of samples with one of the layers
with �xed thickness of 1 nm, a constant iridium thickness of 1.43 nm, and a cobalt thickness
varying from 7�A to 9.5�A. We measured the magnetisation as a function of the applied magnetic
�eld, and used the previous relation of eq. I.10, I.8.4 in order to estimate materials parameters.

Figure III.6: Magnetisation as a function of the applied magnetic �eld for
Si//Ta(5)/Pt(3)/Co( tCo)/Ir(1.43)/Co(1)/Pt(3) with a changing bottom cobalt layer thickness
tCo varying from 7�A to 10�A.

We show on �g. III.6 with the red arrow the amplitude of the inner loop coercive �eld
(HAP + ! AP � ), whereas the blue arrow represents the centre of the outer loop, that we called
HAP + $ P + in �g. III.2. As we expect from our macrospin calculations, the smaller the di�erence
of thickness between both cobalt layers, the wider the inner loop, due to the competition between
the RKKY, which is a surface interaction, and the Zeeman interaction, which is moment (thus
volume) dependent. We can also notice a less dramatic decrease of the outer loop switching
�eld when increasing the thickness of the bottom cobalt layer. We represent these evolutions of
the switching �elds as a function of the thickness of the bottom cobalt layer in �g. III.7.

On this �gure, we also add guidelines corresponding to the equations found with the
macrospin model in dashed lines (eq. I.10,I.11). However, in order to �t the curves, we had to
consider an imperfect sample. In order to do so, we made two assumptions. First, we considered
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Figure III.7: Evolution of the inner loop (red) and the outer loop (blue) switching �elds as a
function of the thickness of the bottom cobalt layer in the Si � SiO2=Ta=P t=Co=Ir=Co=P t
synthetic ferrimagnet. The dashed blue and red curves represent guide lines which equations

are provided (j� 0HP + $ AP + j=
jJE j
t2M 2

and j� 0HAP + $ AP � j=
2K

M S� t
), with jJE j= 70 �J:m � 2,

M 2 = 1 :3 � 106 A:m � 1 and K = 3 :25� 10� 6 J:m � 2.

that the magnetic moment of the layer was proportional to the thickness of the layer, which is
theoretically right. Second, however, we assumed that there was a dead layer, that is to say
a part of the cobalt layer deposited that was not magnetic. The concept of dead layer has
already been widely used, and is often considered in very thin magnetic layers growth. Here,
by rewriting the experimentally deposited layer tCo as the sum of an e�ective layertEff

Co and a
dead layer of thicknesstD , we obtained a 4�A-thick dead layer of cobalt. This explains why the
dashed blue line tends to in�nite values before zero. The main discrepancy between the values
that we obtain and actual plausible material parameters is the surface anisotropy constant. In
our model, we assume a 0K temperature, that is to say energy barriers crossings that are not
facilitated by thermal energy. Indeed this model tends to overestimate the switching �elds with
the actual magnetic anisotropy. Therefore, the anisotropy constant value that enables us to
mimic the thickness dependence of the inner hysteresis loop is dramatically smaller than what
can be found in the literature.

Even though the agreement with both curves is not perfect, especially for the outer loop
switching �eld of the sample with a 7�A-thick bottom cobalt layer, the experimental results
seem to follow the trend predicted by the model. The behaviours that are studied are predicted
quantitatively for the outer loops switching �elds, whereas understanding of the width of the
inner loop remains more qualitative.
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III.5 State diagram of a synthetic ferrimagnet M(H,T)

All the experiments shown before were performed at room temperature, that is to say around
300K. We did not consider thermal e�ects in all the previous macrospin calculations, according
to the Stoner-Wohlfarth model, which assumes zero temperature. However, a change in the
temperature is obviously changing the energy density representation that was presented earlier.
For the moment, two extreme cases have been displayed: the 0 temperature results that corre-
spond to the Stoner-Wohlfarth model, and the \in�nite temperature" that corresponds to the
most stable magnetic states as a function of the �eld, as shown on �g. I.16. In the latter, thermal
energy is assumed to be su�cient to overcome any energy barrier so as to go immediately to the
lower energy density state. In this section, we present the evolution of the magnetic hysteresis
loops as a function of the temperature at which the experiments are carried out.

III.5.1 Experimental determination of the magnetic transitions

The method we applied in order to probe the magnetic behaviour of our samples as a function
of temperature is the following: a synthetic ferrimagnetic sample was grown by magnetron
sputtering at room temperature. similarly to what was chosen before, the stack grown was
Si � SiO2=Ta=P t=Co(0:7)=Ir (1:5)=Co(1)=P t. The experiments consisted in several magnetic
hysteresis loop measurements performed with a SQUID at a constant temperature, ranging from
10K to 300K. The measurements that we carried out gave us three types of magnetic hysteresis
loops (labelled type I, type II and type III), that depend, for a given sample, on the temperature
at which the experiment is performed. Let us have a look at the three types of measurements
that we could �nd on �g. III.8:

Figure III.8: Magnetic hysteresis loops of aSi � SiO2=Ta=P t=Co(0:7)=Ir (1:5)=Co(1)=P t syn-
thetic ferrimagnet at 50K (left panel), 100K (middle panel) and 300K (right panel) (Adapted
from Morgunov, Fache et al. [119]).

Although the shape of the magnetisation loops as a function of the applied �eld display
signi�cantly di�erent features, the same magnetic con�gurations ( P � , AP � , AP + and P+ )
are reached. As discussed in section III.5, those states and the corresponding transitions in
between these can be understood in terms of competition between energy barriers and thermal
activation. The measurements that are the most relevant for our purposes are the hysteresis
cycle of type III. We have precised on �g. III.2 the relevant quantities that we will extract from
the measurements.

We have represented three temperature domains (noted I, II, and III) for which the hysteresis
loops are very di�erent. We provide on �g III.10 a summary of all the transitions that are allowed
according to the temperature domain at which the magnetic hysteresis loop is performed.

We present one magnetic hysteresis loop corresponding to each of these temperature domains
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Figure III.9: Magnetic transitions observed as a function of the applied magnetic �eld for di�er-
ent temperatures in the Si=Ta=P t=Co(0:7)=Ir (1:5)=Co(1)=P t synthetic ferrimagnet. (Adapted
from Morgunov, Fache et al. [119]).

Figure III.10: Summary of the magnetic transitions accessible when sweeping the magnetic �eld
from low to high magnetic �eld values according to the temperature (Excerpt of Morgunov,
Fache et al. [119]).

on �g. III.8. We only consider however the transitions occurring when increasing the applied
magnetic �eld, the cycles being perfectly symmetric with respect to the magnetic �eld.

The hysteresis cycle at room temperature is the usual �gure representing a perpendicularly
magnetised synthetic ferrimagnet: sharp transitions separate all the states that are accessible
by sweeping the magnetic �eld in one direction. However, as temperature decreases, some states
are not accessible in only one �eld sweep. For instance, in the case of temperature domain II,
starting with a low negative �eld, and ramping up to a large positive �eld, the sample starts in
a P � state, steps through the AP � state and ends up in theP+ state, without accessing the
AP + con�guration.
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III.5.2 Temperature addition to the Stoner-Wohlfarth model

We propose an understandig of the changes in the hysteresis loops observed. Let us consider the
macrospin approach we have presented in the previous parts. We can assimilate the temperature
to an equivalent thermal energy"T = kB T. It is thus possible to consider that the energy density
barriers that create the hysteretic behaviour observed can be crossed more easily as the thermal
energy density increases.

One way to let that happen mathematically is to modify the initial energy of the system,
considering that it possesses a thermal energy that can be expressed askB T, where kB is the
Boltzmann constant and T is the absolute temperature of the system. Like so, we can de�ne an
e�ective energy barrier � Eef f that is the di�erence between the zero temperature energy barrier
that is given by the Stoner Wohlfarth model and the thermal energy. The latter reduces the
energy density barriers that separate the di�erent con�gurations. We display this representation
on the energy graph shown on �g. III.11.

Figure III.11: Representation of the energy as a function of the angular position of a magnetic
layer of a synthetic ferrimagnet at a temperature T. The e�ective energy barrier to cross is
represented in blue, whereas the thermal energy is noted in red.

We represent on �g. III.12 three types of magnetic con�gurations that can occur, similarly
to what was previously observed during the experiments. On the top panels, we draw full lines
to represent the energy density of each of the four metastable statesP � , AP � , AP + , P+ as a
function of the applied magnetic �eld, and in dashed lines of the same colour, we represent the
same energy density with an o�set that corresponds to the e�ective energy barrier that has to
be crossed so as to get to this con�guration from another. The transition from stateAP + to
P+ on the type III hysteresis loop occurs when the energy density of the stateAP + (orange
full line) is superior to the energy density of the state P+ plus the energy barrier, which is
represented by the dashed blue line. The inverse transition occurs then at the crossing of the
full blue line and the dashed orange one.

Let us notice that, for types II and III, we consider that the energy density barriers to
go from any con�guration to any other is the same. This is qualitatively true: all the energy
barriers are of the same order of magnitude. Consequently, the symmetry of the graphs with
respect toH = 0 holds. However, in order to get the type I magnetic hysteresis loop, one has to
consider that the energy barriers between all con�gurations are not the same. This is obvious
due to the fact that all transitions do not imply the same magnetisation switchings, and thus,
not the same anisotropy energy density terms involved. Consequently, for the type I plots, we
just consider the sweeping of the �eld from negative to positive values. Furthermore, we assume
that the energy density barrier is smaller from P � to AP + (switching of the layer with the larger
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Figure III.12: Energy density as a function of the applied magnetic �eld for \low" (type I),
\medium" (type II) and \high" (type III) temperatures (top panels), leading to magnetic hys-
teresis loops determined by the temperature dependent Stoner-Wohlfarth model (Adapted from
Morgunov, Fache et al. [119]).

magnetisation) than from P � to AP � (switching of the layer with the lower magnetisation).
This hypothesis is equivalent to the assumption of a larger anisotropy energy density for the
layer with the smallest magnetic moment. Given the ordering of the stack, this assumption
is sensible: indeed the top layer (which magnetic moment is the largest) was grown below a
platinum layer. Since Pt is heavier than Co, we can imagine that resputtering can occur, and
therefore we expect the top Co layer interface with Pt to be of poorer quality that the bottom
Co layer's interface with Pt, leading to these di�erent interfacial magnetic anisotropies. Thus
the transitions accessible for this �eld sweeping areP � to AP + and AP + to P+ .

In this section, we have successfully explained the magnetic hysteretic behaviour of a syn-
thetic ferrimagnet as a function of the applied �eld and the temperature for an easy axis
magnetic loop measurement. The addition of a thermal energy to the Stoner-Wohlfarth model
lets us consider changing thermal energies of the system, leading to changing e�ective energy
barriers, and thus di�erent switching �elds, which is enough to give a satisfactory understand-
ing of the \medium" and \high" temperature regimes (loops of types II and III). A change
in the energy density barriers considering the history of the sample is needed to provide an
accurate comprehension of the low temperature hysteresis loops (type I). In all these cases, our
model can provide a prediction of all the magnetic transitions that can occur, depending on the
temperature at which the measurement is carried out.
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III.6 In
uence of the magnetic �eld sweeping rate on the mag-
netic loop

In the previous section, we have seen that the shape of the magnetic hysteresis loop can be
signi�cantly modi�ed by the temperature at which the experiment is occuring. Before exploring
in more detail a magnetic transition, let us examine the role of the magnetic �eld sweeping rate
on the shape of the magnetic hysteresis loops.

We have measured magnetic hysteresis loops using MOKE microscopy at room temper-
ature on two synthetic ferrimagnetic samples that we are calling samples I and II, which
stacks were: GaAs==MgO(2:5)=CoFeB(1:1)=Ta(0:75)=Co(0:8)=MgO(2:5)=Ta(5) for sample I
and SiO2==Ta(3)=P t(3)=Co(1:5)=Ir (1:5)=Co(1)=P t(3) for sample II (all the thicknesses are
given in nanometers). These samples were grown using magnetron sputtering from elemental
targets, at the exception of CoFeB and MgO which were grown using alloy targets. These
samples were not grown by myself, but by a collaborator of the Institut Jean Lamour. For that
sample, the fact that GaAs is used as a substrate does not change the properties of the stack
except for transport measurements, that were not performed on these samples. We present
the magnetic hysteresis loops that we obtained with the MOKE measurement for values of the
magnetic �eld sweeping rate of 1, 8 and 50mT:s� 1 on �gure III.13.

Figure III.13: Kerr rotation as a function of the magnetic applied �eld for synthetic ferrimagnets
GaAs==MgO=CoFeB=Ta=Co=Ta=MgO(a, c, e) and SiO2==Ta=P t=Co=Ir=Co=P t(b, d, f)
and at a magnetic �eld sweeping rate of 1mT:s� 1 (a, b), 8 mT:s� 1 (c, d) and 50 mT:s� 1 (e,
f)(Adapted from Morgunov, Fache et al. [120]).

On the �gures III.13 a, c and e, we can see that the transitions occurring do not change as a
function of the magnetic �eld sweeping rate: going from positive to negative values of the applied
magnetic �eld or vice versa, all the states are reached as follows:P+ ! AP + ! AP � ! P �

and vice versa. We can notice a small increase in the value of the �eld at which the transitions
seem to occur. This can be explained easily in a qualitative way. Indeed, the reversal of the
magnetisation that occurs in a large sample such as the one that is considered here (5� 5mm2)
needs time, due to the propagation of magnetic domains that nucleate at a given magnetic
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�eld. The increasing of the magnetic �eld sweeping rate does not let enough time for domains
to nucleate and/or propagate. The magnetisation reversal is observed not only for an applied
�eld, but also for a time spent to wait for the phenomenon to occur. Therefore the increase of
the magnetic �eld sweeping rate leads to a decrease of the waiting time to let the nucleation of
a domain with a magnetisation in the opposite direction, and the domains to propagate.

If we focus on the Pt/Co/Ir/Co/Pt synthetic ferrimagnet (�g. III.13, we can see that the
magnetic �eld sweeping rate changes the magnetic transitions observed. For instance, all the
states are accessible by sweeping the �eld from positive to negative at low magnetic �eld sweep-
ing rate (b), but one transition is lost at a sweeping rate of 8mT:s� 1, where we can observe
an unusual transition from AP + to P � and AP � at the same time, leading to an intermediary
state. For a sweeping rate of 50mT:s� 1, the sweeping of the �eld only lets two transitions, that
are P+ ! AP + ! P � (and symmetrically for an increasing �eld).

We can go a little deeper in the study of the sweeping rate. We present on �gure III.14
the evolution of the �eld at which some transitions occur, as a function of the magnetic �eld
sweeping rate. We display results that were carried out for a large range of sweeping rates.

Figure III.14: Coercive �eld for the samples GaAs==MgO=CoFeB=Ta=Co=Ta=MgO(a) and
SiO2==Ta=P t=Co=Ir=Co=P t(b) as a function of the magnetic �eld sweeping rate. (Adapted
from Morgunov, Fache et al. [120]).

The linear dependence of the coercive �eld with respect to the logarithm of the magnetic
�eld sweeping rate is expected: the magnetisation of a material which can be represented as
single particles that have an energy barrier to overcome to align with the magnetic �eld can
be represented by an Arrhenius law, as shown in [121, 122]. Therefore, we expect to obtain a
relationship of the form:

HC

�
dH
dt

�
= H f log

�
dH
dt

�
+ H0

Where H0 is a constant that is linked to the anisotropy constant, and H f can be expressed
as:

H f =
kB T

2VA � 0M S

Where kB is the Boltzmann constant, T is the temperature, VA is the activation volume
and M S is the saturation magnetisation [120]. A detailed calculation can be found in the
supplementary material of ref. [120]. However, we can see that on both curves of �g. III.14,
a distinct kink appears at a few tens of mT:s� 1. This kink can be linked to the magnetic
hysteresis loops that are obtained on �g. III.13 (d, f): when the magnetic �eld sweeping rate
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is too large, when decreasing the magnetic �eld, theAP � state is not accessible anymore,
and the AP + ! AP � transition is replaced by the AP + ! P � transition. The systematic
variation of the magnetic �eld sweeping rate shown in �g. III.14 gives us evidence that this
new transition occurs not only in the Pt/Co/Ir/Co/Pt synthetic ferrimagnet, but also in the
MgO/CoFeB/Ta/CoFeB/MgO one.

We have thus evidenced an unexpected magnetic transition that could occur at speci�c
magnetic �eld sweeping rates. In the following, we will keep this rate very low so as to observe
in details the transitions that occur, and focus more precisely on theAP + ! AP � transition
in speci�c temperature conditions.
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III.7 Magnetic relaxation in synthetic ferrimagnets

Considering the results obtained by Hamadehet al. [101], we have decided to focus on the
magnetic transition occurring between theAP � and the P � states, which is where the reversal
of the domain wall occurs. Indeed, we performed a magnetic relaxation study of synthetic
ferrimagnetic samples, where the magnetisation is subjected to a static magnetic �eld.

III.7.1 Principle of relaxation measurements

Magnetic relaxation relies on the following physical principle: when a measurement of the
magnetisation as a function of the applied magnetic �eld is performed, the result is often
hysteretic. The main reason for this behaviour is that a potential barrier exists between the
equilibrium positions of the magnetic system. As a consequence, from a thermodynamic point
of view, the most stable state has to be reached, but the kinetics of this phenomenon are
not trivial. Thus, the measurement of the magnetisation as a function of the applied �eld
strongly depends on various parameters amongst which the �eld sweeping rate. In order to
overcome that dependence of the experiment on this arbitrary parameter, a kinetic measurement
of the magnetisation can be performed so as to understand the mechanisms of �eld driven
magnetisation switching and domain wall motion.

The experimental results as well as the modeling of the experiments that are presented
here are the result of a collaboration between several researchers from di�erent teams: the
growth of the samples, the room temperature MOKE microscopy, and the theoretical model for
the experiments were carried out in Institut Jean Lamour, France; the SQUID magnetometry
(relaxation measurements) were performed in the team of Pr. Morgunov, from the Institute
of Problems of Chemical Physics in Russia; the low temperature MOKE measurements were
carried out in the team of Pr. Barnes, at the Cavendish laboratory, in Cambridge, UK; the
simulations were performed by H. S. Tarazona from the Universidad Nacional Mayor de San
Marcos, Peru.

III.7.2 Experimental procedure

The relaxation measurements that are presented in this section are performed following the
procedure described here: we �rst set the working temperature, which is one of the parameters of
in
uence of the experiment. Then, according to the magnetic hysteresis loop that was recorded
by SQUID at the corresponding temperature, the sample's magnetisation is fully saturated
by applying a �eld Hsat larger than the coercive �eld. Then the magnetic �eld is set to a
value H � � Hc at which the sample is in a metastable state, that is to say a �eld-driven
magnetic transition shall occur. The actual measurement of the magnetisation starts after 30
seconds, so that the magnetic �eld stabilises at its desired value. We present in �g. III.15 the
evolution of the applied magnetic �eld during the setting of the experiment. On that timeline,
the magnetisation recording starts at t0. Therefore, the measurements that we will display in
the rest of the section often start by a large variation of the magnetisation, and the �rst data
acquired do not correspond to the initial magnetisation one expects to obtain according to the
state diagrams established by magnetic loops measurements.

III.7.3 Model for a single layer relaxation

Let us examine the expected behaviour of the magnetisation in a single ferromagnetic layer.
The experiment relies on the fact that the magnetic system is in a metastable con�guration.
Let us consider that there are two saturated magnetic states that correspond to the most stable
and the metastable states, that we will call up and down. We can represent the energy density
as a function of the orientation of the magnetisation as shown on the �gure displayed below:
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H

tt0

Hsat

H �

Figure III.15: Evolution of the magnetic �eld as a function of time in the magnetic relaxation
experiments.

Figure III.16: Energy density landscape in a macrospin approximation for a single layer during
a magnetic relaxation experiment

The expected transition corresponds to an exponential decrease of the net magnetisation
following an Arrhenius law: the magnetisation is supposed to be likely to switch as a function
of the energy barrier that separates states up and down. We consider that the time constant of
this reversal is also depending on the temperature at which the experiment is carried out, and
is characterised by a frequency attempt to switch.

III.7.4 Experimental relaxation of synthetic ferrimagnets

Room temperature relaxation measurements

The samples on which these measurements were performed were cobalt/iridium based synthetic
ferrimagnets, but we chose to grow di�erent thicknesses of cobalt so as to change the net magneti-
sation of the whole stack. The stacks chosen were Ta(3)/Pt(3)/ Co(1)/Ir(1.43)/Co(0.9)/Pt(3)
(sample 1), Ta(3)/Pt(3)/Co(0.7)/Ir(1.43) /Co(1)/Pt(3) (sample 2) and Ta(3)/Pt(3)/Co(0.95)/Ir(1.43)/Co(1)/Pt(3)
(sample 3), all the thicknesses being indicated in nm.

The magnetic hysteresis loop of sample 1 at room temperature is displayed in �g. III.18. On
this graph we can notice that all four magnetic states (P+ , AP + , AP � and P � ) are accessible
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Figure III.17: Usual magnetic relaxation of a perpendicularly magnetised ferromagnetic layer:
magnetisation as a function of time.

by sweeping the �eld from positive to negative. However, the transitions AP + ! AP � and
AP � ! P � seem to occur for similar values of the applied magnetic �eld. Thus we explored
the three transitions P+ ! AP + , AP + ! AP � and AP � ! P � . Let us note here that the
projection of the magnetisation along the out of plane axis is antisymmetric with the applied
magnetic �eld. Consequently, focusing only on half of the transitions corresponding only to a
decreasing magnetic �eld is enough to get the whole behaviour of the material.

Figure III.18: Magnetisation as a function of the applied magnetic �eld at room temperature
for sample 1 (Excerpt from Facheet al. [123])

The graphs shown on �g. III.19 give the time evolution of the magnetisation. Each curve
corresponds to a set value of the �eldH � . We can see on this graph two types of relaxation. For
positive values of the �eld, at H � = 700 Oe, the relaxation is monotonic. It decreases from its
initial value, which corresponds to the positive saturation given by our experimental process,
towards the AP + value, which is, according to the magnetic hysteresis loop, the �nal state at
that value of the �eld. We obtain the same kind of curves at -550� H � � -500 Oe, where we
have a monotonic transition between theAP + state and the AP � one.

For the values -625 � H � � -575 Oe, we observe an unexpected relaxation curve: the
magnetisation that was set in the P+ state begins at a value between the ones of theP � and
the AP � con�gurations at t0, and increase with time. This observation does not �t with the
magnetic hysteresis loop recorded on �g. III.18 where magnetisation had a monotonic increasing



78 CHAPTER III. MAGNETIC FIELD STUDY OF SYNTHETIC FERRIMAGNETS

evolution with respect to the applied magnetic �eld.

Figure III.19: Magnetisation as a function of time for various applied magnetic �eld values H �

(in Oe) at room temperature for sample 1 (Excerpt from Facheet al. [123])

These counter intuitive results correspond to the whole sample's response to a magnetic
�eld. In order to have a more precise understanding of the causes of this phenomenon, the
next step was to perform magneto-optic Kerr e�ect microscopy (MOKE). This technique o�ers
in particular the possibility to observe the domains forming and propagating, and have a local
observation of the sample.

The experiment that was performed under the MOKE microscope is very similar to the
relaxation measurements on the SQUID. The images displayed in �g. III.20 show black and
white contrast corresponding to the out of plane projection of the magnetisation of the sam-
ple. The darkest regions at the very centre of the images b) to f) corresponds to theAP �

con�guration. The lightest region in the centre of the a) image corresponds to theP � con-
�guration (present on all the images). Eventually, the middle grey colour that is on the sides
of the a) image, and present on images a) to e) corresponds to the initialAP + con�guration.
These colour/magnetic con�guration equivalences were made thanks to a measurement of the
magnetisation as a function of the applied magnetic �eld.

The magnetic reversal mechanism that we can observe on these images is clear. At �rst,
from the AP + saturated sample, aP � nucleus appears (a) and spreads slowly. After a while,
from the expanding P � domain, an AP � domain nucleates, from the exact same spot as the
�rst nucleation (b). Then both domains ( P � and AP � propagate, until the initial AP + domain
(e) and the transient P � domain (f) vanish.

The transitions that were observed in �g. III.20 correspond to a decrease of the magnetisa-
tion corresponding to the disappearance of theAP + phase, replaced by domains of lower levels
of magnetisation, and an eventual increase, from the moment when theAP + con�guration has
completely disappeared, and theAP � con�guration progressively replaces theP � one. This
experiment is thus in good agreement with the relaxation observed with the SQUID in �g.
III.19.

A way to understand the phenomenon is to see it occurring under di�erent conditions, for
another sample for instance. In order to do so, we used a similar sample with di�erent cobalt
thickness (sample 2). We found out that it was possible to observe a similar magnetic hysteresis
loop than for sample 1, but at a lower temperature (�g.III.21).

At this temperature, the magnetisation as a function of the applied magnetic �eld does not
show for sure theAP + ! AP � transition. Thus we investigated the magnetic relaxation at
this temperature. The results are displayed on �g. III.22

Again on that sample, it was possible to observe for magnetic �eld values from -1360 to -1420
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Figure III.20: MOKE imaging of sample 1 at a �eld value of H � =-600G at di�erent times.
(Excerpt from Fache et al. [123])

Figure III.21: Magnetisation as a function of the applied magnetic �eld at a temperature of
T=150K. (Excerpt from Fache et al. [123])

Oe non monotonic magnetic relaxation, which leads us to think that the relevant parameter
that would enable this physical phenomenon was the shape of the hysteresis loop. In order
to have local information on the magnetic relaxation at low temperature, we performed low
temperature MOKE measurements on a third sample (sample 3). We obtained the magnetic
hysteresis loop at 232K that is shown on �g. III.23 a). The corresponding relaxation (�g. III.23
b) gives an image of the magnetisation of a 3x3mm2 part of the sample, where the light beam
probes the matter.

On that �gure, we can clearly see that the magnetsation is constant in theAP + state for
around 40 seconds after the beginning of the measurement, before dropping dramatically at the
AP^- state for a few seconds, and then dropping to nearly theP � con�guration.

From these observations, one can conclude that the mechanisms of reversal for all the non
monotonic transitions that we have seen for di�erent samples at various temperatures are the
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Figure III.22: Magnetisation as a function of time for various applied magnetic �eld values H �

(in Oe) at T=150K for sample 2. (Excerpt from Fache et al. [123])

Figure III.23: a) Magnetisation as a function of the applied magnetic �eld at 232K for sample
3; b) magneto-optic Kerr signal as a function of time at an applied magnetic �eld of -880 Oe.
(Excerpt from Fache et al. [123])

same, that is to say a �rst AP + ! P � transition quickly followed by a P � ! AP � transition.
We will now focus on an approach that can describe theoretically the phenomena that we just
reported.
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Modeling the non monotonic magnetic relaxation

Our approach to model the magnetic behaviour that we reported is to consider a lattice of
moments represented in the macrospin approximation without interactions between them. Here,
since we want to describe two magnetic layers, we will consider every small element of our system
as if it were composed of two single magnetic moments on which magnetic interactions apply.
The way to describe the moments is the following: we describe the direction of the local moments
thanks to an angle couple (� 1; � 2) i (i indexes the cells of the model) with respect to the out of
plane direction z, which is, according to the experiments (III.18), an easy axis of magnetisation.

z

M 1

M 2

� 1

� 2

(a) Orientation of
the magnetisations

(b) Energy landscape

Figure III.24: (a) Representation of the synthetic ferrimagnet as two macrospins; (b) Energy
lanscape of a two macrospin cell at a magnetic applied �eld of -1500 Oe for the parameters
presented in the table III.1. (Excerpt from Fache et al. [123])

For each cell, we considered four interactions, namely the Zeeman interaction (representing
the applied magnetic �eld), the magnetocrystalline anisotropy, the demagnetising �eld, and the
RKKY exchange coupling between two corresponding moments of the di�erent magnetic layers.
For each macrospin, the surface energies were then:

8
><

>:

EZ = � � 0H (t1M 1 cos(� 1) + t2M 2 cos(� 2))

EA = t1K ef f
1 cos2(� 1) + t2K ef f

2 cos2(� 2)

EE = JE cos(� 1 � � 2)

(III.1)

Where t i , M i , K ef f
i are the thickness, the magnetisation, and the e�ective anisotropy con-

stant of the layer i . The expression of the e�ective anisotropy constants was of the form:

K ef f
i =

� 0M 2
i

2
�

K i
s

t i
(III.2)

Where K i
s is the surface anisotropy constant. The out of plane magnetisation of the samples

is equivalent to the condition K ef f
i < 0.

According to the interactions presented here, it is possible to plot an energy map of a cell
composed of two macrospins, according to the two degrees of freedom of this system,� 1 and
� 2. This landscape is presented on �g. III.24. On that graph, we can see that three metastable
states exist (P+ , AP + , and P � ), and the most stable equilibrium position is AP � .
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The way we express the transitions using this energetic representation of the magnetic
con�gurations is the following. We consider that at the beginning, our sample is fully saturated
in the AP + state. Then, we consider that all the 2-spin cells can achieve a switching with a
probability that depends on the possible transitions between their actual con�gurations. We
show on �g. III.24 three paths representing a direct AP + ! P � (Path 1), P � ! AP � (Path
2) and AP + ! AP � (Path 3) transitions. If we plot the energy density as a function of the
curvilinear coordinates, we obtain the graph shown on �g. III.25.

The magnetic state of the sample can thus be described as a proportionPAP + in the state
AP + , another one PP � in the state P � , and the rest of it PAP � = 1 � PAP + � PP � in the
con�guration AP � . The projection of the average magnetisation along thez axis is then given
by the expression: hM z i = M AP + PAP + + M P � PP � + M AP � PAP � . On the other hand, the
probability for a cell to switch from state i to state j (( i; j ) 2 f AP + ; P � ; AP � g2) is then

considered as! ij = � ij exp
�

� E ij

kB T

�
, where � ij is a frequency attempt parameter. The energy

barriers E ij depend on the magnetisation position as a function of time during the magnetisation
reversal. On �g. III.24, we represented the di�erent paths that magnetisation can follow during
this process: an indirect transition from AP + to AP � stepping by P � is described in two parts
by the consecutive paths labelled 1 and 2, whereas a direct magnetic transition fromAP + to
AP � is drawn as path 3. The energy barriers to cross are represented by the crosses, and depend
on the path chosen. We can represent the evolution of the state of our system by noting:

X =

0

@
PAP +

PP �

PAP �

1

A (III.3)

Which lets us extract the average of the magnetisation alongZ as:

hM z i = X �

0

@
M AP +

M P �

M AP �

1

A (III.4)

The equation that describes the temporal evolution of our system is thus:

dX
dt

=

0

@
� (! AP + P � + ! AP + AP � ) ! P � AP + ! AP � AP +

! AP + P � � (! P � AP + + ! P � AP � ) ! AP � P �

! AP + AP � ! P � AP � � (! AP � AP + + ! AP � P � )

1

A � X

(III.5)
The parameters chosen for the calculations are summarised on table III.1. We especially

specify the frequency attempts � ij corresponding to the transitions between states. These
frequency attempts are theoretically linked to the curvature of the energy wells of each state
among P+ , AP + , AP � and P � . In our case, we only chose values so that the magnetic
relaxation simulated in �g. III.26 would be in qualitative agreement with the experimental
results displayed earlier in this chapter. However, we are not expecting these values and this
simulation to reproduce quantitatively the experiment. Indeed, we have proven that the main
mechanism at stake during the non monotonic magnetic relaxation was a nucleation-propagation
phenomenon, whereas the representation that we choose only considers nucleation, since no
interaction between neighbour moments.

The evolution of the magnetisation of a sample of size 20� 20 nm2 as a function of time is
plotted on �g.III.26. This graph shows a good qualitative agreement with the experimental data
shown in �g. III.19, III.22, III.23. As for the experiments, we can see that the relaxation is very
sensitive to the applied magnetic �eld. The time scale is not of the same order of magnitude,
though. This discreapancy can be related to the size of the sample, which is 2:5:1011 times
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Figure III.25: Magnetic transitions corresponding to paths 1, 2 and 3 on �g. III.24. For the
sake of simplicity,we have chosen the notations �E0 = � EAP + ! AP � , � E1 = � EAP + ! P� ,
� E2 = � EP� ! AP + and � E3 = � EP � ! AP � . (Adapted from Fache et al. [123])

Parameter Value

tCo
1 0:7 nm

tCo
2 1:0 nm

M Co
1 1:3:106 A:m � 1

M Co
2 1:4:106 A:m � 1

K 1
s 1:1:10� 3 J:m � 2

K 2
s 1:9:10� 3 J:m � 2

JE 286 �J:m � 2

� 12 1:0:1010 Hz
� 13 1:0:1015 Hz
� 31 2:0:1013 Hz
� 32 1:0:104 Hz

Table III.1: Values of the parameters used for the simulation.

larger than the simulated area. Another element that could explain that di�erence is the
value of frequency attempts. However, the most striking di�erence between our model and the
experiment is the absence of coupling between the cells that we have considered. Indeed, no
propagation of magnetic domains can be observed, and the simulation only represents local
nucleation of magnetic domains. This �rst approach leads thus to qualitatively reliable results,
but could be completed by the addition of coupling between cells.

The temporal evolution of the proportion of the sample in the states AP + , AP � and P �

is represented in �g. III.27. In black and blue, the proportions of the initial AP + state and
the �nal AP � state, whereas in red, we can see the proportion of cells in the transientP �

state. These curves show usual behaviours forAP + and AP � populations, with exponential-
like curves, and an unusual apparition and vanishing of theP � state. We can especially see
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Figure III.26: Magnetic relaxation simulated for a 20 � 20 nm2 sample at room temperature.
(Excerpt from Fache et al. [123])

that the following results are veri�ed:

8
>>>><

>>>>:

lim t !1 PAP � (t) = 1

lim t !1 PAP + (t) = lim t !1 PP � (t) = 0

PAP + (t = 0) = 1

PP � (t = 0) = PAP � (t = 0) = 0

(III.6)

Figure III.27: Proportions PAP + (black), PP � (red) and PAP � (blue) of AP + , P � and AP �

cells. The inset shows the corresponding time dependence of the projection of the magnetisation
along z. (Excerpt from Fache et al. [123])

The coherence between the simulation, the model and the experimental results gives a good
insight to understand the mechanism that enables the non monotonic relaxation observed, and
the counter intuitive transition that occurs. However, the complete kinetics of this transition
is not described perfectly. We can point out that our approach does not take into account the
domain wall propagation process, which is, according to the low temperature MOKE results
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shown in �g. III.23, of major importance in the process. More appropriate considerations could
lead to a more credible and quantitative model, using for instance the magnetisation reversal
studies proposed by Fatuzzo and Labrune.

From this study, and given the model that we could establish to reproduce the experimental
results, we can see that the intermediary states observed in the non monotonic relaxation
measurements are not very likely to occur at some point in the magnetic history of the material.
Indeed, they can only exist in a narrow range of temperatures, and at a speci�c value of the
applied magnetic �eld. Furthermore, these states are metastable, and thus cannot survive
long periods of time, due to the propagation of domain walls. In the case of our samples, the
intermediary P � states have been observed for around an hour, in conditions that were set to
maximise this period.

In the scope of current induced domain wall motion, the nucleation and propagation of such
metastable states is not a concern. Indeed, due to the change of temperature that must occur
during a current pulse, it is very unlikely that the intermediary state stays stable enough to
survive for a long period of time, or even nucleate in the �rst place.
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III.8 Conclusion

In this chapter, we have presented an experimental study of synthetic ferrimagnets under an
applied magnetic �eld. First, we have been able to characterise the indirect exchange interaction
using the Stoner Wohlfarth model presented in the �rst chapter, with qualitative results in
agreement with the values found in the literature. Then, with a more qualitative approach, we
could validate the Stoner Wohlfarth approach using the thickness dependence of the cobalt layers
of our stack. The last part of this materials characterisation was the temperature dependence
of the magnetic hysteresis loops of our samples, explained by the addition of the temperature
to the Stoner Wohlfarth model.

Afterwards, we displayed a �eld induced domain wall motion study in synthetic ferrimagnets
extracted from the literature, and considering the results disclosed, we performed a study of the
magnetic transitions under a static applied magnetic �eld, corresponding to the relaxation of the
magnetisation, which lead to unusual non monotonic results. A simple energetic model could
explain the kinetics of the relaxation, and even though the results obtained need to be completed
by domain wall propagation phenomena, the origin of the transitions is understandable using
our simple model.

From these results, we have been able to con�rm the relevance of the Stoner Wohlfarth
representation of the synthetic ferrimagnetic system. The materials characterisation gives us a
reliable way to check the properties of samples that will be grown further, and sets an adequate
frame for the comparison between several samples. Furthermore, the fact that the unexpected
non monotonic magnetic behaviour that is disclosed in the magnetic relaxation study can also
be treated correctly using the Stoner Wohlfarth model validates the latter. Eventually, the
existence of the transient metastable states appearing in the magnetic relaxation in very speci�c
circumstances as we understand it is not expected to matter for the current induced domain
wall propagation, due to the perturbation that this is supposed to generate in terms of heating
of the sample. The metastable state would thus be very unstable, and is likely not to appear
at all.



Chapter IV

Spin dependant transport in Iridium

IV.1 Introduction

Numerous materials are well-known for their direct (charge-to-spin conversion) and inverse
(spin-to-charge conversion) spin Hall e�ects (SHE) that lead to major spintronics applications.
In the scope of spintronics devices, the application of spin currents is the key to current induced
domain wall motion, and it is mandatory to select the best materials for that purpose. For
instance, the materials for the bu�er and capping layers are chosen partly for their charge-to-
spin conversion e�ciency.

In the case of synthetic ferrimagnets, in order to optimise the materials, we aim at �nding
a material for the spacer that can both induce a large antiferromagnetic coupling between both
magnetic layers (RKKY interaction) and an e�cient spin Hall e�ect. In the previous chapter,
we have characterised iridium for its well known RKKY behaviour. The aim of the present
chapter is to study the spin Hall e�ect in iridium.

If direct and inverse spin-Hall e�ects are already widely used in spintronics, the best ma-
terials for that property might not be the more adequate as spacers in synthetic ferrimagnets,
especially regarding the RKKY interaction. For instance, for materials with large spin-Hall
e�ect e�ciencies like platinum or tungsten the RKKY coupling is very small [47], and for ma-
terials like copper with rather large RKKY coupling, the spin-Hall e�ect is expected to be very
small due to a very small spin orbit coupling, caused by its small atomic number (ZCu = 29).
Tantalum combines both e�ects [86, 106], but its electrical resistivity is very high, and the
e�ciency of spin current generation is consequently reduced.

In this chapter, we will study the spin-Hall and inverse spin-Hall e�ects (SHE and ISHE)
in iridium so as to characterise the e�ciency of this material to enhance the current induced
domain wall motion in iridium-based synthetic ferrimagnets. We have aleady presented in the
chapter devoted to methods the quantities of interest that need to be determined, as well as the
methods that can lead to the characterisation of SHE and ISHE in a general manner. In this
chapter, we start by we describing the experiment with a general formalism so as to represent
the problem as generally as possible. Then, we have a closer look at the assets and drawbacks of
each method (SP and ST-FMR). Eventually, we display measurements that were performed on
two series of bilayers, probing ISHE in iridium and platinum, and show the full characterisation
of SHE in iridium.
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IV.2 Magnetisation dynamics in ferromagnetic materials

In this section, we develop the calculation that enables to characterise the magnetisation dynam-
ics as a function of the frequency of an applied periodic magnetic �eld, in a general framework.
We start by de�ning some notations and the representation of the physical system, and then
solve the linearised LLG equation (eq. I. 10), which leads us, using the linear response theory,
to the magnetic susceptibility of the material studied.

IV.2.1 Notations and representation of the problem

The study of ferromagnetic resonance is well known and has been treated many times before.
Despite the fact we can often take advantage of a symmetry by rotation around the equilib-
rium position around which we will make the magnetisation precess, or from the fact that the
magnetisation amplitude can be assumed to be constant, many authors choose to represent it
using a Cartesian coordinates system. However, this approach imply a loss of generality, and we
will provide here a description of the problem using spherical coordinates. The only limitation
of this representation corresponds to the case of a magnetisation along thez axis, which is a
singularity in this description. However, this speci�c case can be obtained by continuity of the
spherical general solution.

The coordinates system is depicted in the scheme presented on �g. IV.1. It is de�ned in
the following way: at any instant, the vector r is aligned with the magnetisation. We will
also consider that the magnetisation is a vector of constant lengthM S, being thus completely
determined by the couple (�; ' ).
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Figure IV.1: Representation of the magnetic oscillations around the equilibrium position

The way to switch from Cartesian coordinates to spherical coordinates uses the transforma-
tion matrix written as follows:

M B17!B 2 =

2

4
sin(� ) cos(' ) cos(� ) cos(' ) � sin(' )
sin(� ) sin(' ) cos(� ) sin(' ) cos(' )

cos(� ) � sin(� ) 0

3

5

We took here the conventionB2 = f x ; y ; zg as the cartesian basis andB1 = f r ; � ; ' g as the
spherical basis so that we have the relationship:
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X B2 = M B17!B 2 � X B1

Here, sinceM B17!B 2 represents an orthogonal symmetry, we can bene�t from the relation-
ship:

M B27!B 1 = M � 1
B17!B 2

= t M B17!B 2

We can thus represent vectors from cartesian coordinates in our spherical system easily with
the relationship:

X B1 = M B27!B 1 � X B2

With:

M B27!B 1 =

2

4
sin(� ) cos(' ) sin(� ) sin(' ) cos(� )
cos(� ) cos(' ) cos(� ) sin(' ) � sin(� )

� sin(' ) cos(' ) 0

3

5

Concerning the derivatives, let us apply the convention presented in Chapter I: the deriva-

tives with respect to time will be noted with overdots as follows:
@X
@t

= _X ; the position deriva-

tives will only be used for the energy density, in which case they will be noted by subscripts

as shown here:
@"
@'

= " ' . For second derivatives, we will add another subscript as follows:

@2"
@�@'

= " �' . For the matricial quantities X , let us point out that the subscripts X �' represent

the element of the matrix X in the line corresponding to � and the column corresponding to' .
A single subscript stands for the projection of the vectorX on the vector � or ' .

We will use the Schwarz theorem, stating that the functions that we want to derivate with
respect to the spatial coordinates (� and ' ) are derivable twice, and that their second derivatives

are continuous, the order of derivation does not matter:
@2

@�@'
=

@2

@'@�
. Especially, applied to

the energy density, we will consider that " �' = " '� .
We will also represent the vectorial space of square matrices of size 2 with real coe�cient

by M 2(R).
We will also use the symmetric part and antisymmetric part operators de�ned by the prop-

erty: 8
><

>:

Sx0 (f )(x0 + x) = Sx0 (f )(x0 � x)

A x0 (f )(x0 + x) = �A x0 (f )(x0 � x)

A x0 + Sx0 = I

Where I is the identity operator.
In order to distinguish real variables and complex ones, we will use the notation:

(
x =) x 2 R

x =) x 2 C

We will also denote the real part and the imaginary as follows:

8z 2 C; z = < (z) + i= (z) such that (< (z); = (z)) 2 R2

Since we will focus on resonant problems, and consider frequency dependent variables, we
will use the complex notations to improve the clarity of the calculations as follows: a quantity
X that evolves periodically at a frequency ! , usually noted X (t) = X 0 cos(!t + � X ) will be
referred to asX (t) = X 0ei!t where the phase term is included in the prefactor:X 0 = X 0ei� X .
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For the sake of clarity, we will group the vacuum permeability and the gyromagnetic ratio
as follows: 
� 0 = 
 0, where 
 0 can thus be expressed inrad:s� 1:(A:m � 1) � 1.

Eventually, since the magnetisation can be represented by a vector of constant magnitude

(M S), we will work on the normalised magnetisation m =
1

M S
M .

IV.2.2 Excitation of the ferromagnetic layer by an RF-magnetic �eld

Experimentally, we pattern the sample in a wire shape so that we can apply an RF current,
letting the induced Oersted �eld be the main excitation of the magnetic material. However, in
a more general case, even though the RF magnetic �eld may not stem from an Oersted �eld,
the results are exactly the same, the only change will be in the expression ofhRF that we do
not explicit for the moment.

It is worth noticing that the current density in the material must be small so that we keep the
excitation small in comparison with the e�ective magnetic �eld H ef f . This feature is mandatory
to use the linear response theory, letting all the following formulas be true, and the calculations
to be valid. If not, what will be considered as oscillations at the same frequency as the excitation
will be actually changes in the equilibrium position, and the resonance phenomena that we wish
to observe will be biased.

The magnetisation dynamics is governed by the Landau-Lifschitz-Gilbert (LLG) equation
presented in the section I.5:

_m = � 
 0m � H ef f + � m � _m + � ext (IV.1)

We represent here the e�ective magnetic �eld H ef f , the normalised magnetisationm , the
damping � and the other external torques acting on the magnetisation� ext . In a �rst approxi-
mation, we will neglect � ext , and we will consider them later.

The LLG equation is clearly not linear, and the approximation of a small excitation leading
to a linear response allows us to linearise the problem. We will thus consider only the transverse
part of the magnetisation, that is to say the components in the linear span off � 0; ' 0g

We can divide the applied �eld in two di�erent parts: the e�ective �eld, and the RF applied

�eld. The e�ective �eld is de�ned as H ef f = �
1

� 0M S
r m " , where " is the total energy density.

This �eld gives the direction of the equilibrium position, and is de�ned according to that
property. The RF �eld hRF is de�ned by the current 
owing through our wire-shaped material.
We can represent our objects as follows:

m =

2

4
1
0
0

3

5 ; _m =

2

4
0
_�

_' sin(� )

3

5 ; r m " =

2

6
6
4

0
" �

1
sin(� )

" '

3

7
7
5 ; hRF =

2

4
hr cos(!t + � r )
h� cos(!t + � � )
h' cos(!t + � ' )

3

5

Let us now use the complex notations of frequency dependant quantities for the sake of
calculations simplicity, as mentioned in the section IV.2.1. We can especially express the RF
�eld as:

_m =

2

4
0
_�

_' sin(� )

3

5 ; r m " =

2

6
6
4

0
" �

1
sin(� )

" '

3

7
7
5 ; hRF = ei!t

2

4
hr
h�
h'

3

5

Let us call (� 0; ' 0) the equilibrium position of the magnetisation. We will linearise the
equation of motion around that position. We will thus consider the following forms for the
angles� and ' , with constants � 0; ' 0, and unknown time-dependent functions�� ; �' .
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(
� = � 0 + ��

' = ' 0 + �'

By using these expressions in the Landau Lifshitz Gilbert equation (eq.(IV.1)), we obtain:

8
><

>:

_� = �



sin(� )M S
" ' (�; ' ) � � _' sin(� ) + 
 0h' ei!t

_' sin(� ) =



M S
" � (�; ' ) + � _� � 
 0h� ei!t

(IV.2)

The assumption of a linear response to the RF �eldhRF , meaning that the angles� and '
will follow the oscillations at the same frequency as the excitation, leads to the expressions of
the the time derivatives that follow:

(
_� = _�� = i!�� 0ei!t

_' = _�' = i!�'
0
ei!t

Where (�� 0; �'
0
) 2 C2 are the amplitudes of the functions, evaluated in (� 0; ' 0) including a

phase. The 1st order linearisation of " gives us the following:

(
" � (� 0 + �� ; ' 0 + �' ) = " � (� 0; ' 0) + �� " �� (� 0; ' 0) + �' " �' (� 0; ' 0)

" ' (� 0 + �� ; ' 0 + �' ) = " ' (� 0; ' 0) + �� " '� (� 0; ' 0) + �' " '' (� 0; ' 0)

This system of equations is simpli�ed when we take into account the fact that (� 0; ' 0) is an
equilibrium position of the magnetisation. The derivative of the total energy with respect to
both spatial coordinates cancels out, leading to the following relations:

(
" � (� 0 + �� ; ' 0 + �' ) = �� " �� (� 0; ' 0) + �' " �' (� 0; ' 0)

" ' (� 0 + �� ; ' 0 + �' ) = �� " '� (� 0; ' 0) + �' " '' (� 0; ' 0)

In the following, the derivatives of the energy density will be implicitly evaluated at the
equilibrium position. We can thus rewrite the system IV.2.2, as the following system:

8
><

>:

i!�� 0 = �



sin(� 0)M S

�
�� 0" '� + �'

0
" ''

�
� i!��'

0
sin(� 0) + 
 0h'

i!�'
0

sin(� 0) =



M S

�
�� 0" �� + �'

0
" '�

�
+ i!��� 0 � 
 0h�

Or in matricial notations, we obtain the system D:

2

6
4



M S

" �� + i!� � i! +



sin(� 0)M S
" '�

i! +



sin(� 0)M S
" '�



sin2(� 0)M S

" '' + i!�

3

7
5 �

�
�� 0

sin(� 0)�'
0

�
= 
 0

�
h�
h'

�

The determinant of that system has a great impact on the magnetic susceptibility since the
amplitude of the coe�cients are proportionnal to the modulus of its inverse. Let us explicit
that value, that we will interpret as a function of the excitation frequency:

det(D)( ! ) =

�
�
�
�
�
�
�



M S

" �� + i!� � i! +



M S sin(� 0)
" �'

i! +



M S sin(� )
" '�



sin2(� 0)M S

" '' + i!�

�
�
�
�
�
�
�

Thus we obtain a 2nd order polynomial equation for the frequency:
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det(D)( ! ) = � ! 2(1 + � 2) + i!
�

M S

�
" �� +

1
sin2(� 0)

" ''

�
�

�



M S sin(� 0)

� 2

("2
�' � " �� " '' )

At this point, let us de�ne:

! 0 =



sin(� 0)M S
p

1 + � 2

q
" �� " '' � (" �' )2 (IV.3)

And:

� =

�

(1 + � 2)M S

�
" �� +

1
sin2(� 0)

" ''

�
(IV.4)

With this de�nition, ! 0 matches the de�nition of the resonant frequency, and � corresponds
to the linewidth of the resonant peak that can be observed in the magnetic response of the
material as a function of the frequency. For the lorentzian-like coe�cients of the susceptibility
(expressed later, in eq. (IV.6)), it is the width of the peak at the half of the maximum height),
and for the antilorentzian-like coe�cients, it corresponds to the di�erence of frequency of the two
peaks of the curve. With these conventions, we can express in a general way, the determinant
of the system eq. (IV.2) as follows:

det(D)( ! ) = � (1 + � 2)( ! 2 � ! 2
0) + i! �(1 + � 2)

In that expression, it is remarkable that � � 1 for low values of damping, for instance
� � 0:1. Consequently, the modulus of the determinant is minimum approximately when
! � ! 0. Thus, with the interpretation of the system D in terms of magnetic susceptibility �
as de�ned in eq. IV.5, in a �rst approach, we can consider that the modulus of the coe�cients
of the magnetic susceptibility � will be maximised at that position, even though this is just an
approximate result. We will nonetheless call! 0 the resonance frequency.

� � 1(! )� m M S = hRF (IV.5)

We can inverse that system so as to express the magnetic susceptibility, that is to say the
material response to the applied magnetic excitation.

� (! ) =

 0M S�

(! 2
0 � ! 2) + i! �

�
(1 + � 2)

2

6
4



sin2(� 0)M S

" '' + i!� i! �



sin(� 0)M S
" '�

� i! �



sin(� 0)M S
" '�



M S

" �� + i!�

3

7
5 (IV.6)

We can separate that susceptibility as a real part and an imaginary part that we will note as
follows:

� = � 0+ i� 00=
�

� 0
�� � 0

�'
� 0

'� � 0
''

�
+ i

�
� 00

�� � 00
�'

� 00
'� � 00

''

�

Where (� 0; � 00) 2 (M 2(R))2. Following that decomposition, we �nd:

� 0(! ) =

 0M S

f (! )(1 + � 2)

2

6
6
4



�
! 2

0 � ! 2
�

sin2(� 0)M S
" '' + ! 2� � ! 2� �



�
! 2

0 � ! 2
�

sin(� 0)M S
" '�

� ! 2� �



�
! 2

0 � ! 2
�

sin(� 0)M S
" '�



�
! 2

0 � ! 2
�

M S
" �� + ! 2� �

3

7
7
5 (IV.7)
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� 00(! ) =

 0M S!

f (! )(1 + � 2)

2

6
4

�

 �

sin2(� 0)M S
" '' +

�
! 2

0 � ! 2
�

�
�
! 2

0 � ! 2
�

+

 �

sin(� 0)M S
" '�

�
�
! 2

0 � ! 2
�

+

 �

sin(� 0)M S
" '� �


 �
M S

" �� +
�
! 2

0 � ! 2
�

�

3

7
5

(IV.8)
Where the function f is de�ned as:

f (! ) =
�
! 2

0 � ! 2� 2
+ ( ! �) 2

(a) Case of a diagonal coe�cient: � '' (b) Case of a non-diagonal coe�cient: � �'

Figure IV.2: Representation of the real parts (blue) and imaginary parts (orange) diagonal (a)
and non-diagonal (b) coe�cients of the magnetic susceptibility � in the case of a material with
a saturation magnetisation of M S = 1 :45 � 106 A:m � 1, a magnetic damping of � = 7 � 10� 3,
an in-plane uniaxial anisotropy in the x direction with a constant K = 3 :3 � 104 J:m � 3, the
demagnetising �eld of a perfect in�nite thin �lm, and an applied magnetic �eld of � 0H = 0 :1 T
in the direction de�ned by � =

�
2

and ' =
�
4

.

We have analytically determined the response of a ferromagnetic material to a monochro-
matic magnetic perturbation as a function of the frequency of the perturbation, and of materials
parameters in the limits of the linear response regime. The results we displayed enable us to
evaluate the response of the magnetisation in all the geometric con�gurations that are possibly
achievable, except the case of an out of plane magnetisation, which has already been solved
numerous times, and only needs Cartesian coordinates, and which can be obtained by conti-
nuity of the expressions we obtained for� 0 ! 0. Before using these results to treat ST-FMR
and SP-FMR experiments, let us �rst focus on a short example of the study of the frequency
resonance as a function of the applied �eld in two well-known cases, and for a less standard
geometry.

IV.2.3 Examples using a standard con�guration

We have seen in the �rst chapter that several magnetic interactions govern the magnetisation
dynamics. Here, we explicit several energy terms that we shall consider for further numerical
applications. We will consider especially three cases corresponding to the orientation of the
magnetic �eld with respect to the easy axis of magnetisation. All of these cases involve a
magnetisation in the plane of the sample, which is equivalent in terms of coordinates to� = �

2 .
Let us call ' H the angle between the applied magnetic �eld and the easy axis of magnetisation.
We are especially interested in common experimental cases that can be useful for the rest of the
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manuscript. First, we will consider the case in which the magnetic �eld is along an easy axis of
magnetisation (' H = 0). This case can be solved entirely analytically as long as the macrospin
approximation holds. Then, we will focus on the hard axis case, corresponding to (' H = �

2 )
, which is also analytically solvable, and which represents a usual experimental con�guration
of the spin pumping experiment. Eventually, we present an intermediate case in which the
magnetisation is tilted from the easy axis (' H = �

4 ), which is particularly interesting because
it is the experimental con�guration that is often used for spin torque ferromagnetic resonance
experiments. This last case, however, is not explicitly treatable analytically, since the solutions
of the equilibrium position of the magnetisation of the macrospin are implicit. Indeed the results
must be obtained by a numerical analysis.

The only energy density term that di�ers in these three cases is the one corresponding to
the action of the magnetic �eld, "Z . We will take that aspect into account by examining three

di�erent expressions of the Zeeman energy density labelled"0
Z , "

�
2
Z and "

�
4
Z , labelled after the

corresponding values of' H respectively.

Since all the calculations are based on the macrospin hypothesis, we can use the energies
detailed in the �rst chapter, especially ignoring the direct exchange, and taking into account
the Zeeman interaction"Z , the demagnetising term"D , due to the shape of the sample, and less
dramatically the magnetic anisotropy "A . We will consider the latter in this calculation to see
the in
uence of this parameter on the results, but we will not keep it for the rest of the analysis,
the magnetic anisotropy in the plane of the sample being absent in the samples presented in
the rest of the manuscript. Let us call x the wire's long axis andy the direction perpendicular
to it, in the plane of the sample. Then, the energy densities are written as follows:

8
>>>>>>>>>><

>>>>>>>>>>:

"0
Z = � � 0M � H = � � 0M SH (r � x )

"
�
4
Z = � � 0M SH (r �

x + y
p

2
)

"
�
2
Z = � � 0M SH (r � y )

"A = �
K

M S
(M � x )2

"D =
1
2

� 0M � N � M =
1
2

� 0M 2
S(r � z)2

In the last expression, we chose the demagnetising tensor as:

N =

2

4
0 0 0
0 0 0
0 0 1

3

5

We chose the axesx and y corresponding to the image shown in �g. IV.3. Let us point out
here that the model we choose is to put a large demagnetising �eld in the out of plane direction,
neglecting the shape anisotropy in the other directions. Actually, the addition of a small uniaxial
magnetocrystalline anisotropy is equivalent to an additional component in the demagnetising
tensor. For further measurements, the dimensions of the wires that we will consider will be
100 �m � 10 �m � 5 nm. Indeed, we computed approximate values of the coe�cients of the
demagnetising tensor according to [57] in the table IV.1:

Using the angular coordinates, these energies are expressed as follows:
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Figure IV.3: Schematic of the axes corresponding to the expression of the demagnetising tensor
expressed as a diagonal.

tF M (nm) Nxx (� 10� 4) Nyy (� 10� 6) Nzz

1 1.059850 3.059736 0.999899
2 2.119700 6.119473 0.999798
3 3.179551 9.179210 0.999697
5 5.299251 15.298683 0.999496
10 10.598502 30.597365 0.998991
15 15.897753 45.896048 0.998487
20 21.197005 61.194730 0.997982

Table IV.1: Values of the demagnetising tensor for a 100�m -long and 10�m -wide wire as a
function of its thickness tF M .

8
>>>>>>>>><

>>>>>>>>>:

"0
Z = � � 0M SH sin(� ) cos(' )

"
�
4
Z = �

� 0M SH
p

2
sin(� )(sin( ' ) + cos(' ))

"
�
2
Z = � � 0M SH sin(� ) sin(' )

"A = � K sin2(� ) cos2(' )

"D =
1
2

� 0M 2
S cos2(� )

The 2nd derivatives of the energy density" = "Z + "A + "D with respect to the position are
then:

8
><

>:

"0
�� = � 0M SH sin(� ) cos(' ) � 2K cos(2� ) cos2(' ) � � 0M 2

S cos(2� )

"0
'' = � 0M SH sin(� ) cos(' ) + 2 K sin2(� ) cos(2' )

"0
�' = " '� = � 0M SH cos(� ) sin(' ) + K sin(2� ) sin(2' )

8
>><

>>:

"
�
2
�� = � 0M SH sin(� ) sin(' ) � 2K cos(2� ) cos2(' ) � � 0M 2

S cos(2� )

"
�
2
'' = � 0M SH sin(� ) sin(' ) + 2 K sin2(� ) cos(2' )

"
�
2
�' = " '� = � � 0M SH cos(� ) cos(' ) + K sin(2� ) sin(2' )
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8
>>>><

>>>>:

"
�
4
�� =

� 0M SH
p

2
sin(� )(sin( ' ) + cos(' )) � 2K cos(2� ) cos2(' ) � � 0M 2

S cos(2� )

"
�
4
'' =

� 0M SH
p

2
sin(� )(sin( ' ) + cos(' )) + 2 K sin2(� ) cos(2' )

"
�
4
�' = " '� = � � 0M SH cos(� )(cos(' ) � sin(' )) + K sin(2� ) sin(2' )

The expressions given in these three cases need to be evaluated at the equilibrium positions
of the magnetisation, which depends on the applied �eld. In our case, we consider that the
magnetic anisotropy is dominated by the demagnetising �eld, leading to a magnetisation that
lies in the plane of the sample as long as we do not apply a magnetic �eld out of the plane.
Indeed we will consider� 0 = �

2 . The simplest case is de�nitely the easy axis measurement, in
which the magnetisation is always aligned with the easy axis of magnetisation (' 2 f 0; � g),
with a switching predicted for an applied �eld equal to the anisotropy �eld HK de�ned as:
HK = 2K

� 0M S
. The hard axis measurement also shows a simple �eld dependence, with a saturation

for an absolute value of the �eld superior to HK , and a linear dependence in between� HK and
HK . The case corresponding to' H = �

4 is the only one that we have to solve numerically. All
the magnetic hysteresis loops are represented on the top panels of �g. IV.4.

Figure IV.4: Correspondance between the hysteresis magnetic loop and the dependence of the
resonant frequency as a function of the applied magnetic �eld in three di�erent geometries: easy
axis of magnetisation (' H = 0, eq. (IV.9)), hard axis of magnetisation ( ' H = �

2 , eq. (IV.10))
and for a �eld tilted from both the easy and hard axes of magnetisation (' H = �

4 ): the top
panels represent the magnetic hysteresis loops whereas the lower panels represent the resonant
frequency as a function of the amplitude of the applied magnetic �eld.
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Thus, from eq. (IV.3), we can write the Kittel law (for low magnetic damping, that is to say
1 + � 2 � 1) for the two branches of the easy axis case:

8
>>><

>>>:

! 0


 0
=

p
(H � HK )(H � M S � HK ) for ' 0 = �

! 0


 0
=

p
(H + HK )(H + M S + HK ) for ' 0 = 0

(IV.9)

and for the hard axis case:

8
>>>>>>>>>>><

>>>>>>>>>>>:

! 0


 0
=

p
(H + HK )(H � M S) for H < � HK ; ' 0 = �

�
2

! 0


 0
=

vu
u
t HK (HK + M S)

 

1 �
�

H
HK

� 2
!

for H 2 [� HK ; HK ]

! 0


 0
=

p
(H � HK )(H + M S) for H > H K ; ' 0 =

�
2

(IV.10)

We can also express the dependence of the linewidth of the ferromagnetic resonance with
the applied magnetic �eld. In the case of the easy and hard axis (forjH j> H K ) measurements,
we obtain the following equations:

(
� = 
 0� (2jH j+ M S + HK ) ' H = 0

� = 
 0� (2jH j+ M S � HK ) ' H =
�
2

For further calculation, since the materials considered have low magnetic damping (� �
10� 2), we will consider that 1 + � 2 = 1.

We have now described explicitly the magnetisation dynamical response to an RF perturba-
tion at a given frequency, with an applied �eld and various magnetic interactions, in a general
manner that enables us to deal with all the geometries where the magnetisation is not perpen-
dicular to the sample's plane. We have presented an application of the literal results that we
displayed, for an in plane magnetisation with a uniaxial anisotropy, and studied three cases cor-
responding to three di�erent relative orientations between the anisotropy axis and the applied
magnetic �eld, showing that we can perfectly reproduce the Kittel law. We also linked that
evolution of the resonant frequency dependence on the applied magnetic �eld to the magnetic
hysteresis loops that the macrospin model provides. We shall now present the physical phenom-
ena that will enable us to use the previous results in order to determine the SHE and ISHE in
a material.
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IV.3 SHE and ISHE characterisation from spin currents

Since the years 1970, several researchers have predicted the existence of spin currents and
their action on the magnetisation. From these works, the discovery of methods to generate
spin currents gathered a lot of attention from the scienti�c community. The main means for
this purpose were the magnetisation dynamics, and also to study the interplay between a spin
current and the magnetisation of materials. In this section, we will present �rst the spin currents
generation and its consequence on the magnetisation dynamics. Then, we will see how both
parts of the problem lead to two distinct methods to probe the SHE and ISHE in a non magnetic
material using an auxiliary ferromagnetic material.

IV.3.1 Interplay between spin currents and magnetisation

Spin current carried by electrons

Since the theoretical prediction of spin currents, several options have been considered to achieve
experimentally those. Theoretically, two mechanisms have been proposed for spin transport.
First, Berger evidenced that the electrical current is able to carry a spin current. This phe-
nomenon can occur within a magnetic material when a charge current is 
owing through it.
Indeed the spin of the electrons aligns with the local magnetisation of the ferromagnetic mate-
rial.

This mechanism can be a powerful mean to obtain the spin polarisation of a charge current.
However, it is a source of heat in the material where it propagates through the Joule e�ect, and
is therefore not very e�cient in terms of energy consumption. Moreover, the spin polarisation
P that one can achieve with such method is not always large. We de�ne the spin polarisation
as a function of the Fermi vectorsk" and k#:

P =
k" � k#

k" + k#

This spin polarisation, which is a way to represent the e�ciency of spin current generation,
can vary between 0 and 1, but the maximum polarisation is only achieved in semi-metals, which
is not the most common case in spintronics. This kind of spin currents is responsible for the
e�ect called spin transfer torque (STT) that we discuss in IV.3.1.

Spin current by spin Hall e�ect

Through the discovery of spin Hall e�ect, another spin current generation method was found.
The principle lies in spin dependent scatterings and intrinsic e�ects that can be observed in
materials showing strong spin orbit coupling. In this case, we observe a pure spin current
that is not carried by charge carriers. Indeed we can diminish dramatically the thermal e�ects
experienced usually. Indeed, even though Joule e�ect is not cancelled during spin current
generation, it can be much smaller than in spin transfer torque techniques due to the low
resistivity of materials showing SHE, and therefore enable the generation of a large spin current
with a small heating e�ect. The e�ciency of this conversion is given by the spin Hall angle of
the chosen material.

Since this spin current is stemming from the spin orbit coupling, the resulting action of the
spin current produced by these means on the magnetisation is named spin orbit torques (SOT).

The representation of a spin current density j s can be achieved using a vector which com-
ponents are also vectors, in the following form:

j s =

2

4
j x

s
j y

s

j z
s

3

5
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The spin polarisation directions of the components of the spin currents can be noted� k

where k 2 f x; y; zg such that the spin current can be written:

j s =

2

4
j x

s � x

j y
s � y

j z
s � z

3

5

Following this representation, j u
s is the spin current density 
owing in the u direction

(u 2 f x ; y ; zg), and the spin polarisation is given by the unit vector � u . The amplitude of the
spin current 
owing along u is thus given by the magnitude of j u

s .

Spin current by spin pumping

The evolution of the magnetisation dynamics in a ferromagnet creates a spin current trans-
verse to the magnetisation, which polarisation is colinear with the equilibrium position of the
magnetisation, and which expression is [88,124,125]:

j u
s =

�h
4�

1
M 2

s
A r

�
M �

dM
dt

�
(IV.11)

Here,u is the unit vector along which the spin current propagates, andA r is the sample's spin
pumping conductance, which is usually considered to be close to the real part of the spin mixing
conductance at the interface where the spin current is injected [125]. A careful examination
of this formula show a clear proportionality of the spin current generated to the damping
torque acting on the magnetisation. This relationship can be understood from qualitative
considerations: when precessing around an equilibrium position with a static excitation, the
magnetisation experiences a damped motion in which the angular momentum aligns with the
e�ective �eld. The magnetic damping corresponds thus to the dissipation of angular momentum
on the directions transverse to the e�ective �eld to other degrees of freedom of the system. The
fact that the precession is maintained leads to a continuous emission of angular momentum
along the e�ective �eld axis, maintaining a component of the magnetisation out of the e�ective
�eld axis, hence a proportionality between the spin current density and the damping torque.

Spin transfer torque (STT)

When a spin current 
ows through a ferromagnetic material, the spin current and the magneti-
sation of the lattice can exchange angular momentum. Indeed, the 
ow of the spin current can
act on the magnetisation, which is modeled by a torque added in the Landau Lifshitz Gilbert
equation eq. (IV.1). This phenomenon is called Spin Transfer Torque (STT). The �rst pre-
diction of this phenomenon is due to Berger, who described it from 1978 and in the following
decade, especially in the case of current induced domain wall motion [8{10]. Slonczewski [13,96]
and Berger [126,127] predicted simultaneously the reorientation of the magnetisation of a layer
using spin transfer torques. The common way to represent the torques acting on the magnetisa-
tion is to de�ne a base of the plane transverse to the magnetisation by considering a \�eld-like"
(� F L ) and a \damping-like" ( � DL ) torque. Unless the spin polarisation is colinear with the
magnetisation, in which case the spin current does not interact with the magnetisation at �rst
order, the expression of these torques is the following:

(
� DL = a(m ; j s; � ; ! )m � (m � � )

� F L = b(m ; j s; � ; ! )m � �
(IV.12)

Here, the amplitude of these torques is de�ned by the functionsa and b, which can depend
on many parameters in a general way. If several expressions of torques have been proposed in
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the literature, this general approach enables a general representation of the torque applicable
to the magnetisation.

We have seen two types of e�ects: the action of a spin current on the magnetisation (spin
torques) and the generation of a spin current from magnetisation dynamics (spin pumping).
Let us now consider the techniques that stem from these two e�ects in order to probe direct
(spin torques) and inverse (spin pumping) spin Hall e�ects.

IV.3.2 Spin Torque Ferromagnetic Resonance (ST-FMR)

Let us consider a bilayer where a charge current at RF frequency 
ows through a nonmagnetic
material, creating both a spin current that 
ows through a magnetic layer, and an RF Oersted
�eld. The magnetic layer's behaviour is described by the dynamic susceptibility calculated in
eq. (IV.6).

The e�ect of spin torques that we represented on equation (IV.12) are especially visible at
FMR frequencies. By considering the expressions of the torques, one can see that the temporal
average of the �eld-like torque is null, at the �rst order: m � � = 0. However, the damping-
like torque does not seem to cancel. From now on, we will assume that the time average of the
damping-like torque is small enough not to change the equilibrium position of the magnetisation.
This approximation accuracy increases with the amplitude of the applied magnetic �eld. One
can easily observe that the addition of an oscillating �eld-like torque on the LLG equation
leads to the transformation: hRF 7! hRF + b� . In that case, all the magnetisation dynamics
study that was carried out earlier holds. However, the damping like torque is more complex
to handle. In the approximation where the damping-like torque is small compared to the �eld
torque generated by the RF excitation, which is the assumption that is made when using the
linear response theory for the treatment of the problem, we will consider that the addition of
this torque does not change the magnetic susceptibility obtained in eq. (IV.6). Indeed, we can
consider an additional transverse �eld equal to m � � . In that case, the torque added will
change the way that the material is probed, leading to the appearance of di�erent terms of the
magnetic susceptibility in the signals observed. In the spherical coordinates system that we use,
the oscillating torques can be written after simpli�cation as follows:

8
>>>>>>>>><

>>>>>>>>>:

� DL = a(m )m �

2

6
4

0

� � '

� �

3

7
5 ei (!t +  ) = a(m )m �
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0

� � '

� �

3

7
5 ei!t

� F L = b(m )m �
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6
4

� r

� �

� '

3

7
5 ei (!t +  )

Here, without any loss of generality, we add a phase term in the time dependence of the
torque. We assume that the origin for the phase is relative to the RF �eld. We will thus
express the projections of� as complex numbers, including that phase term:� j = � j ei where
j 2 f �; ' g. We can note however that in the special case where the �eld excitation is only due
to current e�ects, the phase cancels out because it is the same between the Oersted �eld and
the SHE e�ect, stemming from the same source.

Let us consider that the vector � can be represented by the angles (� � ; ' � ) in the spherical
coordinates system, (�; ' ) given by the position of the magnetisation, as represented in �g. IV.5.
We can explicit the terms � � and � ' as follows:

(
� � = cos(� ) sin(� � ) cos(' � ' � ) � cos(� � ) sin(� )

� ' = sin( � � ) sin(' � � ' ))
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Figure IV.5: Representation of the normalised magnetisationm and the spin polarisation di-
rection � with spherical coordinates.

We can see that this additional torque modi�es the excitation in the form of a change in
the polarisation of the excitation, and in its amplitude. We can represent the new excitation as
follows:

h0
RF = hRF + hSHE =

�
h� + b� � � a� '
h' + b� ' + a� �

�
ei!t (IV.13)

Resistance measurement by Anisotropic Magnetoresistance (AMR)

The anisotropic magnetoresistance is a well known phenomenon that leads one of the major
electric properties of the magnetic materials: when a current 
ows through a magnetic wire,
the resistance shows a dependence on the angle between the magnetisationm and the direction
of the current 
ow density j . We can represent the resistance as a function of these parameters
as follows:

R = R0 + � R
�

j � m
kj k

� 2

In our experimental study, the current density is along the x axis, and the magnetisation is
assumed to precess around the (� 0; ' 0) position with respective amplitudes (including a phase
term) �� 0 and �'

0
, giving the following expression:

R(! ) = R0 + � R(sin(� 0 + �� 0ei!t ) cos(' 0 + �'
0
ei!t ))2

We can develop that expression, keeping only the 1st order terms as follows:

R(! ) = R0 + � R
�

sin(� 0) cos(' 0) + ei!t
�

�� 0 cos(' 0) cos(� 0) � �'
0

sin(' 0) sin(� 0)
�� 2

By expanding the square, and again, keeping only the 1st order, we obtain the linearised
expression of the resistance:

R(! ) = R0 + � R
�

sin2(� 0) cos2(' 0) + ei!t
�

�� 0 cos2(' 0) sin(2� 0) � �'
0

sin(2' 0) sin2(� 0)
��

Let us remember that the charge current is linked to the current density by the section of the
material it 
ows through: I = jS . This relationship also applies to complex variables:I = j S.
The AMR voltage measured during the spin-torque ferromagnetic resonance measurement (ST-
FMR) can thus be expressed as follows:
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VAMR = < (j (! )S < (R(! )) = < (j 0Sei!t )< (R0 + � R sin2(� 0) cos2(' 0)

+ � R ei!t
�

�� 0 cos2(' 0) sin(2� 0) � �'
0

sin(2' 0) sin2(� 0)
�

)

Where S is the transverse section of the wire, andj 0 the current density 
owing through
it. Let us note that we choose here the following convention: the current density phase is zero.
This implies, due to the Maxwell equations (r � H = j ) that the Oersted induced current also
has a null phase, leading to a real value ofhRF . In order to explicit the terms of the previous
equation, we have to express the complex amplitude of the oscillations. We choose the following
notation:

(
�� 0 = j�� 0jei �

�'
0

= j�'
0
jei '

This voltage can thus be divided in three parts, according to the frequency of the signal
that can be 0 (DC signal), ! , or 2! . The following expressions are written as follows:

8
<

:
V DC

AMR = V 2!
AMR =

1
2

j 0S� R
�

< (�� 0) cos2(' 0) sin(2� 0) � < (�'
0
) sin(2' 0) sin2(� 0)

�

V !
AMR = j 0S

�
R0 + � R(sin2(� 0) cos2(' 0)

� (IV.14)

The main interest in having such general formulas is that we can evaluate the susceptibility
according to the geometry we use. In our experimental case, let us agree on some geometric
features. We will consider that the sample is a wire along thex axis. We de�ne the direct
orthonormal coordinates system (x ; y ; z) so that the z axis corresponds to the ascending out-
of-plane axis. The spherical coordinates system is de�ned corresponding to it.

The sample that we consider is a bilayer of non magnetic metal of thicknesstN and a
ferromagnetic layer of thicknesstF , capped with aluminum oxide. This type of sample allows a
current density that will be essentially in the non magnetic metal, leading to an Oersted �eld in a
special con�guration: given the symmetry of the problem, and assuming a perfect shape for the
wire, the spatial average of the Oersted �eld is along they axis. A simple geometric approach
gives hints about that result. The current density distribution is assumed to be uniform in the
sample and its barycentre is supposed to be displaced towards the layer with the largest electric
conductivity, that is to say the non magnetic layer (usually Pt, Ir, Ta). We represent this
situation on �g. A.1, representing the layers as well as the Oersted �eld analytically computed.
The Oersted �eld that is emitted from this is radial with respect to the barycentre of the current
density distribution (for detailed calculation, see the Appendix A). Therefore, when averaging
the magnetic �eld experienced by the ferromagnetic layer, one can separate the contributions
along y and z. We will express the space average of a quantityX as follows: hX i . In a general
way, we can express:

hhOersted
RF i = hhRF � y i y + hhRF � z i z

The radial dependence in amplitude, and azimutal direction imply that the Oersted �eld
along z is antisymmetric with respect to the plane orthogonal to y at the half width of the
sample. Therefore,hhRF � z i = 0. As a consequence, we can express the spatial average of the
Oersted �eld as:

hhOersted
RF i = hhRF � y i y

From now on, let us consider that spatial average as the �eld exciting the magnetisation,
that is to say a uniform RF applied �eld. Let us de�ne: hhOersted

RF i = hRF y , as it is according to
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Figure IV.6: Schematic of the cross section of a STFMR sample with the Oersted �eld at a
given moment. The black dot represent the barycentre of the current density in the material.
The lower layer represents the non magnetic material of thicknesstN , whereas the upper layer,
coloured in light blue, represents the ferromagnetic material. The arrows represent the Oersted
�eld lines in the non magnetic material (blue) and in the ferromagnet (red). The spacial average
of the �eld that is relevant to us is the average on the upper layer (red arrows).

the geometry. Similarly, the spin current injected is polarised along they axis (� = y ) given the
fact that the charge current is injected along the x axis, and that the spin current propagates
along the z axis. We can note that we work with a linear polarisation of the �eld. In order to
be able to use the magnetic susceptibility that was calculated earlier, we have to express that
exciting RF �eld in the spherical base, which is done as follows:

hh
0

RF i (! ) = hhOersted
RF i (! )+ hhSHE

RF i (! ) = ( hRF + b)

2

4
sin(� 0) sin(' 0)
cos(� 0) sin(' 0)

cos(' 0)

3

5+ a

2

4
0

� cos(' 0)
cos(� 0) sin(' 0)

3

5 =

2

4
h`

r
h`

�
h`

'

3

5

Using the equation IV.6, and expressing the matrix� as follows:

� =

"
�

��
�

�'
�

'�
�

''

#

For the sake of clarity, let us use the notations:A(!; � 0; ' 0) = cos(� 0) sin(' 0)� 0
�� +cos(' 0)� 0

�'
and B (!; � 0; ' 0) = cos(� 0) sin(' 0)� 0

'� +cos(' 0)� 0
'' . We obtain without expliciting all the terms,

and using the fact that hRF 2 R:

8
><

>:

< (�� 0) =
hRF + b

M S
A(!; � 0; ' 0) �

a
M S sin(� 0)

B (!; � 0; ' 0)

< (�'
0
) =

hRF + b
M S sin(� 0)

B (!; � 0; ' 0) +
a

M S
A(!; � 0; ' 0)

From eq. (IV.14) we obtain the DC AMR voltage written as follows:

V DC
AMR =

1
2

j 0S� R

 �
hRF + b

M S
A(!; � 0; ' 0) �

a
M S sin(� 0)

B (!; � 0; ' 0)
�

cos2(' 0) sin(2� 0)

�
�

hRF + b
M S sin(� 0)

B (!; � 0; ' 0) +
a

M S
A(!; � 0; ' 0)

�
sin(2' 0) sin2(� 0)

!

(IV.15)
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Experimental application

In this expression, the angles (� 0; ' 0) are given by the equilibrium position of the magnetisation,
that is de�ned by the applied magnetic �eld H 0. However, in order to make it easier to use
the formula, we can study the case when the amplitude ofH 0 is larger than the coercive
�eld, letting the equilibrium position to be around the applied magnetic �eld direction. In our

experimental setup, the applied magnetic �eld is along the vector
1

p
2

(x � y ) (45°), leading

to the equilibrium position ( � 0; ' 0) =
� �

2
; �

�
4

�
. This angle was chosen because it is close

to the maximum of the signal that can be achieved. Indeed, as shown in �g. IV.8, both the
symmetric and the antisymmetric parts of the signal are maximised at an angle around 35°. Let
us note that this evaluation of (� 0; ' 0) is only valid for high values of the applied �eld, when
the magnetisation is aligned with the applied �eld. In other cases, one has to evaluate that
position, by minimising the total energy density for instance. For these speci�c angular values,
one �nds A(!; � 0; ' 0) = cos(' 0)� 0

�' and B (!; � 0; ' 0) = cos(' 0)� 0
'' , leading to the �nal voltage

expression:

VDC = �
j 0� R

2
p

2M S
((hRF + b)� 0

'' + a� 0
�' ) (IV.16)

From here, a method to analyse the experimental data was proposed, relying on the sym-
metries of the signals obtained. Let us have a closer look to this side of the problem.

Fitting procedure and data analysis

Let us now focus on the data treatment that links the experimental curves of ST-FMR and the
determination of the spin Hall angle � SH . If we consider the DC voltage given in eq. IV.16, that
is to say the actual experimental curve obtained, we can see that two parts are involved, which
correspond to� 0

�' and � 0
'' . The usual manner to �nd the amplitudes of the torques, and thus the

amplitude of the spin current present in the ferromagnetic material, is to consider that the spin
torques are purely damping-like (b=0), and that they do not change the equilibrium position.
We also postulate the coe�cients of the magnetic susceptibility present perfect behaviours
regarding the symmetries, that is to say � 0

�' is perfectly antisymmetric with respect to the
resonant frequency, and� 0

'' is supposed to be perfectly symmetric. The DC is �tted with the
sum of a Lorentzian-like and an anti-Lorentzian-like functions using the following form:

f it (! ) = S
� 2

� 2 + ( ! � ! 0)2 + A
(! � ! 0)�

� 2 + ( ! � ! 0)2 (IV.17)

The symmetric amplitude S is attributed to � 0
�' , that is to say to the damping like torque,

and thus the spin current action, whereas the antisymmetric amplitudeA is attributed to � 0
'' ,

which is linked to the e�ect of the Oersted �eld. Hence the determination of the best �tting
parameters let us compute the ratio of the amplitudes of the signals found, and since both
contributions have the same linear dependence on the RF current 
owing through the device,
the ratio of the amplitudes does not depend on the actual current in the wire. This is a huge
asset, because the determination of the current 
owing through a circuit at FMR frequencies
can turn out to be very complex. Let us now study the symmetry of the coe�cients of the
magnetic susceptibility that are of interest in our case.

Symmetries of � 0
�' and � 0

''

Let us compare the amplitudes of the symmetric and antisymmetric parts of� 0
'� and � 0

'' , using
the results given in the Appendix B.
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(a) S(� 0) (b) A (� 0)

Figure IV.7: Comparison of the symmetric and antisymmetric parts of � 0
'� and � 0

''

The analysis of the antisymmetric parts presented above on the right is favourable since the
contribution of � 0

'� is negligible. It is thus totally justi�ed to consider that the antisymmetric
part of the signal only corresponds to� 0

'' .
However, the comparison of the symmetric parts is not as obvious. The amplitudes of both

contributions are of the same order of magnitude, the one corresponding to� 0
'' being even a

little larger than the one of � 0
'� . Considering the amplitude of the symmetric part of the signal

as the e�ect of spin-torques is thus not an analytic result, but an approximation.

Figure IV.8: Dependance of the amplitudes of symmetric (blue) and antisymmetric (orange)
parts of the real part of � 0

'' modulated by AMR angular dependence as a function of the
in-plane angle of the applied �eld ' 0. The ratio is plotted in green.

We have represented the ratio between the peak height of the symmetric part divided by
the amplitude of the antisymmetric part as a function of the value of the angle' 0 for real part
of the diagonal coe�cient � '' , as shown on �g. IV.8 (green curve). We can �rst point out that
both components, symmetric and antisymmetric, reach a maximum for a value of' 0 close to
35°. This angle maximises the function' 0 7! cos(' 0) sin(2' 0), which is the dependence found
in eq. (IV.15). As we can notice, there is approximately an order of magnitude between these
components, and the ratio, which is assumed to be equal to zero in the ST-FMR treatment
approximation can be around 14%, and is always superior to 10%. Let us evaluate the conse-
quences of this approximation using the usual �tting procedure. We choose two cases: �rst,
we consider a case where we only want to �t� '' . What an experimentalist would wish is to
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�nd only an antisymmetric contribution, due to the absence of spin torques. Second, we �t
� '' � � '� , where we expect to obtain a symmetric contribution from � '� additioned to the
antisymmetric part already obtained for � '' . We disclose the results of the �tting on �g. IV.10.

Figure IV.9: Fitting of the analytical expressions of � '' (left panel) and � '' � � '� with the
usual �tting method.

The amplitudes ratios that we �nd are 8 :5 � 10� 3 for � '' and 4:5 � 10� 2 for � '' � � '� .
The values that were expected from the calculations made earlier were respectively 1:1 � 10� 1

and 1:8 � 10� 1, which is a non negligible di�erence. Our understanding of this discrepancy is
that the symmetric contribution brought by � '' does not have the same linewidth as� �' and
A ! 0 (� '' ). Thus, since this contribution is in all cases an order of magnitude smaller than the
contributions with the expected linewidth, the algorithm seems to neglect this part and converge
to the solution that is physically correct, that is to say cancel the symmetric contribution of
� '' . In a more general way, we represent the evolution of the parametera� obtained by the
�tting function f it (! ) de�ned in eq. IV.17, that is to say the result that would be given by a
data processing of results, as a function of the parametera of the theoretical signal de�ned as
� 0

'' + a� 0
�' , that is to say the exact value that should be obtained.

Figure IV.10: Evolution of the ratio of the �tted amplitude a� of the symmetric part of a
theoretical de�ned as � 0

'' + a� 0
�' as a function of the value ofa.

As expected, for small values of thea parameter, the ratio between the �tted value and the
value we wish to obtain di�ers from what one would expect. More importantly, the sign of the
ratio can switch from positive to negative (the blue part of the curve shows this sign discrepancy
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around zero). Precisely, we can observe a zero antisymmetric part (a� =0) for a � 0:21. Indeed
such an analysis would lead to a determination of a non zero value of the spin Hall angle for
materials without spin Hall e�ect.

IV.3.3 Spin Pumping Ferromagnetic resonance (SP-FMR)

Principle of spin pumping

The measurement that is carried out is the voltage as a function of the applied magnetic
�eld and the frequency of the RF applied magnetic �eld. The RF excitation triggers the
magnetisation dynamics, which can be represented by the magnetic susceptibility� that was
previously expressed on eq. (IV.6). The evolution of the magnetisation dynamics creates a spin
current which 
ows perpendicularly to the magnetisation direction, as shown on eq. (IV.11).
When the spin current crosses the ferromangnetic/nonmagnetic interface, it experiences spin
dependent scatterings and re
exions that are described by the spin mixing conductanceg"# .
The generated spin current density at the interface with the non magnetic material can be
expressed as [77]:

j z
s =

!
2�

Z 2�
!

0

�h
4�

<
�

g"#
� 1

M 2
s

�
M �

dM
dt

�
dt (IV.18)

Here, z represents the direction perpendicular to the interface, along which the spin current
expressed in eq. (IV.18)is 
owing. This expression can be detailed easily using the dynamic
susceptibility obtained in eq. (IV.6).
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Figure IV.11: Generation of a spin current by spin pumping

Expression of the spin current

Let us consider now the actual contributions. Let us consider thath = hRF exp(i!t )' , as repre-
sented on �g. IV.11, which is a simple transverse RF magnetic �eld applied to the magnetisation.
The magnetisation writes:

M = hRF
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Its temporal derivative can thus be expressed as:

dM
dt

= hRF !

0

B
B
B
B
@

0

� � 0
�' sin(!t ) � � 00

�' cos(!t )

� � 0
'' sin(!t ) � � 00

'' cos(!t )

1

C
C
C
C
A

The integral over a precession period of the cross product only gives a component on the
m eq direction, (which is the direction of the magnetisation at equilibrium in the absence of time
dependent perturbation), which is then the spin polarisation direction � . We can thus write
the spin current 
owing in the z direction as: j z

s = j z
s � . Its amplitude is given by:

j z
s =

�h
4�

<
�

g"#
� h2

RF !
M 2

S

�
� 0

'' � 00
�' � � 0

�' � 00
''

�

The component of the spin current density that corresponds to the spin current 
owing
perpendicularly to the interface with the non magnetic material can thus be written generally
as:

j z
s =

�h
4�

<
�

g"#
� h2

RF !
M 2

S

�
� 0

'' � 00
�' � � 0

�' � 00
''

�
� (IV.19)

Experimental application

Now that we have determined analytically the general amplitude of the spin current generated
by spin pumping as a function of the analytical expression of the magnetic susceptibility, we
can evaluate this result to the actual experiment that we are carrying out. Let us express that
component using the terms of the magnetic susceptibility for the energy densities previously
chosen (case study IV.2.3 for� H = �

2 , with no magneto crystalline anisotropy), at the resonance
! = ! 0 (and equivalently, H = H r where H r is the resonance �eld), where:

8
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� !
(H r + M S)M S

The expression in eq. (IV.19) is then simpli�ed as:

j z
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�h
4�

<
�

g"#
� 
 3

0h2
RF

� 2 (H r + M S)

Using the fact that: ! 0 = 
� 0
p

H r (H r + M S), we can show that at the resonance, by re-
placing the �eld in the previous expressions, at the interface between the ferromagnetic material
and the non magnetic one, the following relationship holds:

j z
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�
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� 1
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 0hRF

�
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 0M S +
p

(
 0M S)2 + 4 ! 2
0
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Since we are studying here the spin pumping spin current density at the resonance frequency,
and at the interface between the ferromagnetic layer and the non magnetic material, that is
to say at a speci�c spatial position, we will note j z ;0

s this quantity, that will be useful in the
expression of the spin current density within the non magnetic material.

j z ;0
s =

�h
8�� 2 < (g"# ) ( 
 0hRF )2 
 0M S +

p
(
 0M S)2 + 4 ! 2

0

(
 0M S)2 + 4 ! 2
0

(IV.20)
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We �nd here the result obtained by Ando et al. [128]. We represent the spin current density
at the resonance as a function of the resonance frequency on �g. IV.12

Figure IV.12: Spin current density at the resonance as a function of the resonance frequency.
j z ;0

S is given by eq. (IV.20), with a saturation magnetisation of � 0M S = 1T.

Di�usion of the spin current in the non magnetic material

Let us now consider the spin-to-charge conversion occurring within the material in which shows
ISHE. The di�usion of the spins at a ferromagnetic-paramagnetic interface has already been
treated by Johnson et al. [129], and lead to a di�usion equation that give the amplitude of
the spin current density 
owing along the direction z (perpendicular to the interface mag-
netic/nonmagnetic material) that can be expressed as a function of the spin 
ip length lsf and
the depth t into the non magnetic material which thickness istN , as [130]:

j z
s (t) = j z ;0

s

sinh
�

tN � t
lsf

�

sinh
�

tN

lsf

� (IV.21)

Where j z ;0
s is the spin current density amplitude at the ferromagnetic/non magnetic interface

materials. Let us now consider the spin-to-charge conversion occurring. Since the charge current
density generated is proportional to the spin current density, one can calculate directly the
charge current by integrating the previous equation over the whole section of the material,
which is equivalent to integrate on the thickness where the conversion is located, and multiply
by the width W of the sample:

i c =
2e
�h

� SH W
Z tN

0
j z

s (t)dt =
2e
�h

� SH Wlsf j z ;0
s tanh

�
tN

2lsf

�
(IV.22)

The thickness dependence of the current density is evolving as tanh(tN
2lsf

), regardless on
the amplitude. It is thus possible to obtain the spin 
ip length easily as long as the data
provided show thicknesses that are in the order of magnitude oflsf . We represent this thickness
dependence on �g. IV.14.

On the few previous paragraphs, we have seen that the e�ective current density due to the
ISHE in the material we want to probe is proportional to the product of the spin 
ip length,
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Figure IV.13: Spin current density as a function of the depth within the non magnetic material,
given by eq. (IV.21).

Figure IV.14: Charge current density as a function of the thickness of the non magnetic material
given by eq. (IV.22).

the spin Hall angle, and an hyperbolic tangent of the inverse oflsf . This means that the spin

ip length is as in
uential than the spin Hall angle. Indeed, the �nal current density that will
quantify the spin Hall e�ect is proportional to the product of these two quantities.

Magnetic damping enhancement

The spin pumping phenomenon was found to be responsible for an increasing of the magnetic
damping of the non magnetic material [124]. Consequently, as the spin-to-charge conversion
increases, the observed magnetic damping increases until it reaches a maximum, when the
conversion is at its maximum, that is to say when the non magnetic material thickness is much
larger than the spin 
ip length. The measurement of the magnetic damping can be made from
the dependence of the linewidth of the spin pumping voltage on the applied magnetic �eld.
Indeed, the dependence of the linewidth of the spin pumping signal is expected to be linear
with respect to the applied magnetic �eld, as showed in eq. IV.4, and the damping coe�cient
is proportional to the slope of the line obtained.

According to Tserkovnyak et al. [124,131], the spin mixing conductance can be calculated by
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the damping enhancement, that is to say the di�erence of the damping measured for a thickness
of non magnetic material largely superior to the spin 
ip length ( � tN � lsf ), and the intrinsic
damping (� 0) of the ferromagnetic material used as follows:

� tN � lsf � � 0 =
g� B

4�M StF M
< (g"#

ef f ) �
g� B

4�M StF M
g"#

ef f (IV.23)

Where g is the Land�e factor and � B the Bohr magneton. This equation enables the char-
acterisation of the interface between the ferromagnetic and non magnetic materials considered.
This characterisation has been extended by Rojas-Sanchezet al. [82] by noticing that the charge
current thickness dependence and the magnetic dependence with respect to the thickness of the
non magnetic material are not the same. This has been understood in terms of spin memory
loss at the interface, which explicits the fact that the interfaces are not transparent for the spin
currents. Therefore, the e�ective spin mixing conductance also expresses the reduction of spin
current occuring at the ferromagnetic/non magnetic materials interface, thus this quantity as
well as an e�ective spin Hall angle can be estimated for a couple of materials in a more relevant
way than just for a single material.

Summary of the measurements

Since we have presented all the steps that lead to a characterisation of a bilayer composed of a
non magnetic material showing spin Hall e�ect and a ferromagnetic material, let us summarise
these steps in order.

For a given sample, the data that need to be acquired are the evolution of the spin pumping
voltage as a function of the magnetic �eld for a set frequency. This experiment has to be carried
out at various values of the set frequency. From this, one can obtain the relation between the
applied magnetic �eld and the resonance frequency, which enables to determine the e�ective
�eld in the material, as well as the saturation magnetisation. One can also plot the evolution of
the linewidth of the spin pumping voltage as a function of the frequency, which gives access to
the magnetic damping. Eventually, one can obtain the evolution of the spin current generated
by spin pumping as a function of the frequency, which is proportional to the spin pumping
voltage measured experimentally.

The comparison of the latter for various samples can lead to the spin pumping voltage as a
function of the thickness of non magnetic material, for each frequency studied. These can lead
to the determination of the spin 
ip length of the non magnetic material. The evolution of the
damping as a function of the non magnetic material thickness allows to observe the magnetic
damping enhancement that is required to estimate the spin mixing conductance of the interface
ferromagnetic/non magnetic materials. Eventually, now that all of the materials parameters
have been evaluated except the spin Hall angle of the non magnetic material, one can get from
the �tting of the spin pumping voltage as a function of the frequency the amplitude and the
sign of the spin Hall angle.

We have now presented the experimental methods that lead to the determination of the
relevant materials parameters. Let us now focus on the measurements that were carried out,
and the analysis of these results.
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IV.4 Experimental measurements in Iridium

Now that the main physical phenomena have been described and analysed, let us present the
measurements that I performed to characterise the spin Hall e�ect in iridium. First, let us
point out that the spin Hall e�ect in iridium was scarcely studied. The only reports in the
literature were carried out by Zhang [43], and by White [49]. In the former, the system studied
is a bilayer of permalloy/iridium, and the spin Hall angle is evaluated at � Ir

SH = 0 :02� 0:005. In
both studies, the spin 
ip length in iridium is found to be l Irsf = 0 :5 � 0:1 nm. Since the system
CoFeB=Ir has not been studied yet, there is no spin mixing value that was ever reported for
that interface.

Even though the information contained in the literature is scarce, we obtain an order of
magnitude, especially for the spin 
ip length, which is the parameter that determines the
thickness range for the iridium layer that we want to consider. Indeed we want to start with
thicknesses that are of the same order of magnitude thanlsf and increase the thickness until
we can consider thatt Ir � lsf .

IV.4.1 Choice of the method

As we have seen in the analysis of both resonance methods, there are assets and drawbacks to
STFMR and SPFMR. Basically, the main advantages of STFMR are to provide a self calibrated
measurement of the spin Hall angle: bene�ting from symmetries, we are supposed to be able to
separate the main components of the AMR signal observed, and thus be able to compute the
relative action of the spin torques with respect to the Oersted �eld. Let us point out that this
assertion is only valid for values of the spin Hall angle that are not too low. Indeed for very
small values, the �tting using usual algorithms and �tting procedures might not converge to the
correct values of the amplitudes of the signals. This limitation can however be ruled out due
to the expected spin Hall angle, that is supposed to be non negligible in iridium. However, this
method implies that the spin torques acting on the magnetisation are exclusively damping-like.
Moreover, the method does not provide a robust way to access the spin 
ip length of the non
magnetic material that is probed.

On the other hand, the SPFMR technique has the advantage to use only the amplitude of
the lorentzian-like signal obtained (as seen on Ando's formula eq. (IV.20) [128]), on which there
is little doubt about the precision of the �tting. Furthermore, the determination of the spin

ip length is expected to be easy to carry out. Nevertheless, the obtention of the exact value
of the spin Hall angle is dependent on the knowledge of the electric circuit that transports the
RF �eld that is applied to the system. This part is the main limitation of this method: it is
however possible to characterise the spin Hall angle of a material by comparing it to another,
which is only a comparative study, without absolute results for this quantity.

Having contemplated these elements lead us to the choice of spin pumping FMR as a method
to characterise SHE in iridium. Indeed, the knowledge of the spin 
ip length seems to be
mandatory, in order to be able to evaluate the e�ciency of the charge to spin conversion in the
scope of current induced domain wall propagation of an iridium based synthetic ferrimagnet.
By doing so, we give up our ambition to give an absolute value of the spin Hall angle of iridium.
This renunciation does not seem to be too limiting: since numerous measurements of spin Hall
angles of platinum have given signi�cantly changing results in various reports using the same
method, we prefer to quantify materials in comparison to others so as to be able to trust the
comparisons made, regardless on the method used.

Therefore, we will focus on the next part of this chapter on the spin pumping experiments,
�rst analytically, and then experimentally, in the scope of the characterisation of iridium.
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IV.4.2 Choice of the samples

We chose to grow series of bilayers of materials including a ferromagnetic layer ofCo40Fe40B20

(in atomic proportions) and iridium. The main quality of the ferromagnetic layer that we
chose is its low intrinsic magnetic damping (our calculations assume 1 +� 2 � 1 for most of
the applicable results). Furthermore, this ternary alloy is a typical compound of spintronics
devices, and has therefore been studied numerous times.

We chose a thickness for the ferromagnetic layer oftF M = 5nm. This value was chosen so
as to avoid the interfacial anisotropy contributions, and obtain an in plane magnetic anisotropy
dominated by the demagnetising �eld. We did not use a larger thickness, however, so as to keep
a large resistance for that layer, and not shunt the sample.

The choice of the thickness of the non magnetic layers (Ir, Pt) was made by considering
three things. First, we wanted this range to be around the spin 
ip length value of iridium that
was not known for sure at that time, but was supposed to be around 0.5 nm. Second, we wanted
to perform a comparative study of iridium and platinum, and the latter has a spin 
ip length
between 1 nm and 12 nm according to the literature. Thus, the thickness of non magnetic
materials was chosen in a range from 1 to 15 nm. A sample with no non magnetic material was
also grown so as to measure the properties of the CoFeB layer alone, especially the intrinsic
magnetic damping. Third, we wanted to compare two materials with similar resistivities, due to
the fact that the experiments that are carried out in this section involve the propagation of an
RF magnetic �eld through a GSG antenna, which transmission parameters are very sensitive
to materials properties such as conductivity. We display on �g. IV.15 the evolution of the
resistance of our devices, composed as follows:Si � SiO2==CoFeB(5nm)==NM (tNM ) where
NM represents Pt or Ir, and tNM represents the thickness of the corresponding layer. Both
materials seem to have very similar resistivity values for samples with a small non magnetic
material thickness (tNM � 6 nm). There is a larger di�erence for the thicker sample, where we
�nd a behaviour that gets closer to the one of bulk materials: in this latter case, the iridium
conductivity is twice smaller than the one of platinum. Another remark we can make is that
the inverse of the resistance does not follow a linear behaviour, which leads us to think that the
quality of the thinner layers might be poorer than the quality of the thick samples. If we use
the thicker samples to estimate the resistivity of the samples, we obtain the following values:
� P t = 245 
.m and � Ir = 250 
.m.

Figure IV.15: Inverse of the resistance of spin pumping devices composed of CoFeB and iridium
(red stars) or platinum (blue stars).
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All the samples were grown using magnetron sputtering from an elemental source of iridium
of high purity ( � 99.95%). The deposition of CoFeB was made using an alloy target.

IV.4.3 Spin pumping ferromagnetic resonance experiments

The principle of the SP-FMR experiment was already described in subsection II.3.2. Here are
the practical details that enable the measurement.

First, the samples measured are patterned in wire shapes of aspect ratio of 100. These
wires are contacted to DC probes, where the quantity measured is the voltage at the terminals.
On top of the wire, a 75nm thick insulating SiO2 layer was deposited by reactive magnetron
sputtering, from an elemental source of silicon. Eventually, on top of this insulating layer, an
antenna composed of two grounds and a signal was patterned, so as to bene�t from a GSG
geometry to apply an RF magnetic �eld to the magnetisation. The signal of the antenna is
orthogonal to the sample's wire.

In this con�guration, the sample is contacted with two RF probes at the terminals of the
antenna. The static magnetic �eld is applied perpendicular to the sample's wire, and thus
parallel to the signal of the antenna. This con�guration leads to an RF �eld perpendicular to
the static �eld, which maximises the pumping. Moreover, all AMR e�ects are cancelled since
the magnetisation precesses around a direction perpendicular to the sample's wire.

For each sample, that is to say for each value of the thickness of the non magnetic material,
we perform a series of measurements. We set the frequency of the RF �eld injected in the
antenna, and we sweep the magnetic �eld from high absolute values to lower absolute values,
crossing the resonant point. We repeat the experiment for each integer value of GHz starting
from 4 to 27, unless the signal gets to small to be detected accurately, or the resonant �eld gets
higher than the maximum magnetic �eld that our experimental setup can supply, which is 0.6
T.

We do not perform measurements for frequencies lower than 4 GHz because the resonant
condition is reached for very small values of the magnetic �eld. Indeed the resonance over-
laps the magnetisation switching around 0 applied magnetic �eld, and the signal is not well
represented by the calculations presented earlier, that assume a saturated homogeneous mag-
netisation. Furthermore, it was already shown by Guillemard et al. [132] that the precession
of the magnetisation is homogenous for frequency values higher than 4 GHz, which is a crucial
hypothesis of the experiment.

Let us represent one measurement carried out at a frequency of 5 GHz on the bilayer
CoFeB(5)=Ir (2) on �g. IV.16. As expected, we obtain a purely symmetric response that can
be �tted by a lorentzian function. (By using eq. IV.19, and using the fact that � 00

�' = � 00
'� = 0

when � = �
2 , we can rewrite the spin current as:
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where the last factor gives the lorentzian shape). The amplitudeS corresponds to the heigth
of the peak, and the parameter � corresponds to the half width at half maximum, � 0H0 is the
resonant �eld and we add a baseliney0. As we can see, the baseline is the only parameter that
we do not attribute to the e�ect we want to measure. Indeed, we have noticed that in a general
manner, the o�set is antisymmetric with the �eld: when we change the sign of the �eld, the
whole signal changes sign, including the o�set. However, given the geometric symmetries of
our system, the only e�ects that we can think of that could explain that o�set are the ordinary
and anomalous Nernst e�ects (ONE and ANE) where a voltage is obtained in the presence of
a temperature gradient and an applied �eld (ONE) [133,134] or a magnetisation (ANE) [135].
The thermal gradient is likely to stem from the Joule e�ect that occurs in the wire, where a
current is 
owing. The heat should dissipate by conduction in the substrate, which would act as
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a thermodynamical bath. Therefore the temperature would be higher at the top of the wire, and
lower towards the substrate, leading to a local gradient. Since this matter is not directly linked
to our topic, we present a few more experimental results about the o�set in the Appendix C.

Figure IV.16: Measurement of the spin pumping voltage as a function of the applied magnetic
�eld. The frequency of the RF �eld is set at f = 5 GHz. Over the experimental signal (crosses),
we plot the �tting obtained using the function f presented in eq. (IV.17). The measurement
shown corresponds to the bilayerSi � SiO2=Co40Fe40B20(5nm)=Ir (2nm), and the experiment
is carried out at room temperature.

The measurements obtained for one sample can be represented on the graph IV.17. All of
them are �tted using lorentzian functions (for the sake of clarity, we do not represent all the
curves available). Let us notice that the physical problem we study is antisymmetric with re-
spect to the applied magnetic �eld. However, the �ttings are done separately with independent
parameters. The systematic identity between the �tted parameters for the couples of mea-
surements at the same frequency for positive and negative �elds con�rms the precision of the
measurements.

IV.4.4 Magnetic properties of the ferromagnetic layer

The �rst characterisation that can be performed is by �tting the �eld dependence of the resonant
frequency by a Kittel law, as presented in eq. (IV.10). Here, we can choose to let a free
parameter corresponding to a uniaxial anisotropy in the plane of the sample, additionally to
the demagnetising �eld. This characterisation is not dependent on the thickness of the non
magnetic material. We disclose this measurement for the sample corresponding tot Ir =2nm.

As expected, the uniaxial magnetic anisotropy, that can be represented by a �eld� 0HK , is
very weak. It lies in the length of the wire, which can thus be understood as a small shape
anisotropy, with values that correspond to the demagnetising values calculated in the table
IV.1. This con�rms our assumption to neglect any uniaxial magnetic anisotropy term. The
magnetisation at saturation of the sample is evaluated to be around 1:1 � 106 A.m � 1 (� 0M S �
1.4T) for all the thicknesses of iridium and platinum, as displayed on �g. IV.19:
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Figure IV.17: Measurement of the spin pumping voltage as a function of the applied mag-
netic �eld for several frequencies. We can especially notice that for a given frequency, the
measurements are antisymmetric with respect to the applied magnetic �eld. The measurement
shown corresponds to the bilayerSi � SiO2=Co40Fe40B20(5nm)=Ir (2nm), and the experiment
is carried out at room temperature.

Figure IV.18: Evolution of the resonant frequency as a function of the amplitude of the static
applied �eld (blue dots), �tted by a Kittel law (dashed black lines). The measurement shown
corresponds to the bilayerSi � SiO2=Co40Fe40B20(5nm)=Ir (2nm), and the experiment is car-
ried out at room temperature.

IV.4.5 Damping enhancement and determination of g"#
ef f in the CoFeB/NM

interface

Now that this characterisation is done, let us study the evolution of the magnetic damping as
a function of the thickness of the non magnetic material. As explained earlier, we expect to
see the damping enhancement phenomenon. In order to do so, let us observe the evolution of
the linewidth of the spin pumping voltage as a function of the frequency. For each sample, we
can �t that curve with a linear model that is obtained with the calculation of the magnetic
susceptibility presented earlier, in eq. IV.4.

We display on �g. IV.20 the evolution of the linewidth as a function of the frequency for
the di�erent thicknesses of iridium. From the evolution of the slope of the linear interpolations
we expect to see the phenomenon of damping enhancement, for thicknesses of the non magnetic
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Figure IV.19: Evolution of the saturation magnetisation as a function of the thick-
ness of the iridium (blue dots) or platinum (orange dots) in the bilayers Si �
SiO2=Co40Fe40B20(5nm)=Ir (tNM ) and Si � SiO2=Co40Fe40B20(5nm)=P t(tNM ).

Figure IV.20: Evolution of the spin pumping voltage linewidth as a function of the frequency
for several values of the iridium thickness (dots), �tted with a linear model (dashed lines), for
the bilayers Si � SiO2=Co40Fe40B20(5nm)=Ir (t Ir )

material superior to the spin 
ip length. On the other hand, the intercept of the linear �t is
often referred to as the inhomogeneous broadening [136]. We can see on �g. IV.20 that this
intercept is very small, around 1mT for all the thicknesses of iridium, except for the thinnest
sample, where only 1 nm was deposited. We can interpret this as an inhomogeneity of this 1
nm-thick iridium layer. Therefore, we have to consider carefully the results obtained for that
sample: indeed the spin-to-charge and charge-to-spin conversion shall be smaller than expected.
We display on �g.IV.21 the evolution of the magnetic damping as a function of the non magnetic
material thickness.

At the opposite of what was expected, we can see that the damping is not monotonically
increasing: there is an ascending trend from a non magnetic thickness of 2nm for platinum, and
4nm for iridium, but the values obtained on the samples with 1nm of non magnetic material
show an unexpectedly large magnetic damping. This irregularity can be explained by the fact
that for this thickness range, the quality of the deposition might be a little inferior, due to
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Figure IV.21: evolution of the magnetic damping as a function of the thickness of iridium
(blue) and platinum (orange) for the bilayers Si � SiO2=Co40Fe40B20(5nm)=Ir (tNM ) and Si �
SiO2=Co40Fe40B20(5nm)=P t(tNM ). The guidelines were added after the determination of the
spin 
ip lengths in the next subsection.

the roughness of the material. Indeed a slight roughness could lead to non continuous �lms,
or with thicknesses varying a lot depending on the position. The interfacial e�ects could also
be ampli�ed due to the roughness, which could lead to an unexpected behaviour. We can also
point out that the fact that iridium and platinum, which are heavier elements than cobalt, iron
and boron, might also have resputtered the magnetic layer, which would lead to a poor interface
quality, more visible at low thicknesses of Pt and Ir.

The values of magnetic damping obtained for large thicknesses of non magnetic material seem
to stabilise, which advocates for the fact that the maximum non magnetic thickness chosen is
several times superior to the spin 
ip length of both materials studied, which was one of the
goals of the experiment.

Let us use the damping enhancement phenomenon to characterise the spin mixing con-
ductance at the interface between CoFeB and Pt or Ir. We can bene�t from the relationship
eq. (IV.23) to estimate this parameter. In order to do that, we choose to use the average
saturation magnetisation value, since it has a low dependence on the non magnetic thick-
ness, as shown on �g. IV.19. Furthermore, if we observe that the damping enhancement ��
(�g. IV.21) and the saturation magnetisation M S (�g. IV.19) are approximately the same for
CoFeB/Ir and CoFeB/Pt, we expect both interfaces to give very similar values of the spin
mixing conductance. The numerical values that we obtain areg"#

ef f; Ir=CoF eB = 31nm � 2 and

g"#
ef f; P t=CoF eB = 33nm � 2.

IV.4.6 Determination of lsf in iridium

The value of the spin 
ip length can be determined with the method developped earlier, leading
to eq. (IV.22): setting the frequency to a certain value and looking at the amplitude of the spin
pumping current should give a trend that can be �tted by an hyperbolic tangent function that
gives the spin 
ip length, regardless the prefactors.

Even though we only have 5 data points for each frequency, we can estimate this length
accurately because we can analyse each frequency data to obtain a value.

We show the �tting corresponding to the thickness dependence of the spin pumping charge
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Figure IV.22: Evolution of the spin pumping charge current as a function of the irid-
ium thickness for SP-FMR experiments carried out at 10GHz in the bilayers Si �
SiO2=Co40Fe40B20(5nm)=Ir (tNM ) for tNM 2 f 1; 2; 4; 6; 15g nm, obtained by measurements
carried out at room temperature. The dashed line corresponds to the �tting function used:

f (t Ir ) = � tanh
�

t Ir

2lsf

�
where � is let as a free parameter, andlsf is obtained from the curve

�tting.

current I c
SP for one frequency on �g. IV.22, and the evolution of the lsf values obtained by

�tting as a function of the frequency on �g. IV.23. Let us notice here that what we call \charge
current" is actually the ratio between the voltage measured at the terminals due to the charge
accumulation obtained by ISHE and the DC resistance of the device that was measured before
SPFMR measurements.

Figure IV.23: Evolution of the spin 
ip length as a function of the frequency for Ir and Pt.
Each dot corresponds to the �tted value of the spin 
ip length from the curve representing
I c

SP as a function of the non magnetic layer thickness (as in �g. IV.22), using all the series
of samplesSi � SiO2=Co40Fe40B20(5nm)=Ir (tNM ) or Si � SiO2=Co40Fe40B20(5nm)=P t(tNM )
for tNM 2 f 1; 2; 4; 6; 15g nm. All the experiments were carried out at room temperature.

The value of spin 
ip length for platinum that we �nd is 2 :45 nm, which is in the order of
magnitude of what can be found in the literature. Even though numerous values were reported,
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ranging from 1nm to 12nm, we shall not try to discuss the relevance of each measurement
reported earlier. Our point is to provide results that are consistent between two materials, Pt
and Ir, and not try to �nd the exact accurate value of lsf .

The value obtained for iridium is consistent with our predictions, that is to say inferior to
10nm. The value of 1.28 nm that we found is small, but is of the same order of magnitude than
the thickness of the iridium spacer used in iridium based synthetic ferrimagnets. Consequently,
all the charge to spin conversion that could occur in this layer would be useful, and a larger
spin 
ip length would be of no use.

IV.4.7 Comparison of � SH in iridium and platinum

The determination of the spin Hall angle is obtained using the amplitude of the \charge current",
that is to say its value at the ferromagnetic resonance. We de�ne the charge current as the
ratio between the voltage measured at the terminals of the device due to the ISHE and the DC
resistance of the device. Let us remember that from eq. (IV.20, IV.22), the charge current at
the magnetic resonance can be written as:

I SP
c =

2e
�h

�h< (g"# )� SH lsf W
8�� 2 (
 0hRF )2 tanh

�
tN

2lsf

�
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Let us call f the function that corresponds to the magnetic susceptibility:
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As we see, the device that we consider corresponds to a current source in the part where
the spin-to-charge conversion occurs, that is to say under the GSG wave guide. The voltage
measured is thus corresponding to the resistivity of the sample. Experimentally, the charge
current I SP

c is obtained by the ratio of the measured spin pumping voltage by the measured
resistance of the ferromagnetic/nonmagnetic wire.

The main di�culty to evaluate the formula obtained is the knowledge of the RF magnetic
�eld applied, since it depends on the propagation line studied. We display a detailed study of
this propagation line on the Appendix D. However, another strategy is to compute the ratio
between the spin pumping charge currents for iridium and platinum. This is the choice we make
by introducing a new quantity that is the corrected current, that can be expressed as follows:

R NM =
I SP

c;NM � 2
CoF eB=NM

f (!; M S)lNM
sf < (g"#

CoF eB=NM )

The ratio of this new quantity for iridium and platinum can thus be expressed as:

R Ir
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2lP t

sf
)

(IV.24)

Where tN is the thickness of non magnetic material, that must be the same for the iridium-
and the platinum-based samples. Let us plot the corrected ratio, doing away with the frequency
dependant part by evaluating it at the chosen frequencies and the measuredM S values.

We represent the ratio of corrected currents as a function of the frequency on �g. IV.24:
As expected, the ratio of theR quantities for a given thickness of the non magnetic materials

is mainly 
at, and the variations decrease as the non magnetic thickness increases. This lack of
noise in the ratio of our data is the con�rmation that the amplitude of the RF �eld as a function
of the frequency of the excitation is the same for the iridium based and the platinum based
samples: a slight di�erence would be ampli�ed by the ratio of the square of the RF applied
�elds, resulting in a curve showing strong irregularities.
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Figure IV.24: Evolution of the
R Ir

R P t
ratio as a function of the frequency. Each dot

corresponds to the comparison of the measurements carried out on the samplesSi �
SiO2=Co40Fe40B20(5nm)=Ir (tNM ) and Si � SiO2=Co40Fe40B20(5nm)=P t(tNM ) for tNM 2
f 2; 4; 6; 15g nm (one thickness per curve, see the legend) at the given frequency, at room tem-
perature.

The most relevant value of the ratio of the R quantities is the limit obtained for high
frequencies. Indeed, this limit also corresponds to large applied �elds, which tend to validate
the macrospin hypothesis on which the whole model and interpretation of the results holds. We
can thus plot this limit as a function of the non magnetic thickness. We understand this evolution
as representing the ratio of hyperbolic tangents presented in eq. (IV.24), multiplied by the ratio
of both spin Hall angles. The ratio is obtained by considering that in our experiments, the
maximum value of tNM is superior to both spin 
ip lengths (which is experimentally validated),
and thus using the result:

lim
tNM !1

R Ir

R P t
=

� Ir
SH

� P t
SH

On �g. IV.25, we can see that the agreement between the theory and the experiment is
good except for the 2nm-thick samples. It is even worse for the 1nm-thick samples that we did
not even represent on �gs. IV.24 and IV.25. These discrepancies can be explained by the fact
that the uncertainty in the thicknesses of materials increase, which lead to larger errors in the
results. Overall, the interface e�ects that we do not take into account with great precisions
in the models that are used can become larger, and the roughness can cause more unexpected
features. For this reason, we are still con�dent in the rest of the results, since the agreement
with the model improves as the thickness of non magnetic material increases.

We obtain a spin Hall angle ratio of 0.26. The �rst qualitative remark about this result is
that iridium and platinum have spin Hall angles with the same sign. This element is of major
importance, because the relative spin Hall angles signs of the non magnetic layers that share an
interface with a magnetic layer determine the complementary action of the spin currents acting
on the magnetisation, or the cancellation of the e�ects desired.

In a more quantitative perspective, we have determined the spin-Hall e�ciency of iridium
with respect to platinum. Indeed we do away with the uncertainties due to the reproducibility
of the experiments that lead to more than an order of magnitude between the results reported
by di�erent research groups. The fact that we used exactly the same ferromagnetic material,
substrates, deposition and patterning materials and procedures, allows us to be con�dent in
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Figure IV.25: Evolution of the ratio
R Ir

R P t
as a function of the non magnetic thickness, using the

samplesSi � SiO2=Co40Fe40B20(5nm)=Ir (tNM ) and Si � SiO2=Co40Fe40B20(5nm)=P t(tNM )
for tNM 2 f 2; 4; 6; 15g nm (one thickness per dot), by averaging the results obtained in all the
frequency range displayed in �g. IV.24. The dashed line represents the theoretical formula that
is expected from eq. (IV.24). The only �tted parameter is the ratio of the spin Hall angles of Ir
and Pt

this relative characterisation.
The method by which we could obtain the previous results is as interesting as the results

themselves. If the values for the spin 
ip length and the spin mixing conductance are obtained
similarly to what was done in earlier publications, the relative measurement of the spin Hall
angles of a material in comparison to another is a promising new option in order to obtain a
standard measurement for the spin Hall e�ect in materials. Indeed, since no consensus seems to
be found for the best measurements to carry out, just taking a reference material and measuring
the spin pumping on the same geometry is a step further for the comparison of the results. It is
much more likely to reach a clear experimental consensus in that case than only with separate
measurements on experimental setups that can change from an institute to another.

About the possible enhancement of the propagation of domain walls in an iridium-based
synthetic ferrimagnet, the result that we obtain is not very favourable: since iridium and plat-
inum have spin Hall angles of the same sign, the spin current injection enabled by both materials
will tend to cancel each other. Fortunately, the small charge to spin conversion e�ciency in
iridium let us hope that this will let the Pt layer dominate the domain wall propagation. The
small thickness of iridium in synthetic ferrimagnets (around 1.5nm) will also decrease the charge
current density 
owing through it, and therefore limit the undesired e�ects. On the other hand,
in a further step, it would be possible to contemplate a sample capped with tantalum, which
spin Hall angle sign is opposite to the one of Pt and Ir, leading to an addition of the e�ects in
the top layer of the synthetic ferrimagnets stacks that can be grown.
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IV.5 Conclusion

In this chapter, we have characterised the ability of iridium to generate a spin current and
thus act on the magnetisation when a current 
ows through it. By studying the magnetisation
dynamics in the presence of an oscillatory excitation, we have been able to characterise the
magnetic susceptibility of a material depending on the geometry of the experiment, with the
most general approach. Therefore, after a careful analysis of the techniques that could lead us
to a characterisation of the spin Hall e�ciency in a material, we have been able to choose the
most relevant experiments to carry out.

Then, we have presented an experimental procedure that leads to the determination of
quantities that characterise the SHE/ISHE properties of a material with respect to another
one's, leading to a good con�dence in the numeric results obtained, and getting rid of doubts
that are still nowadays inherent to such experiments, and that lead to a great dispersion in the
experimental results reported even for the same experimental technique.

We have eventually estimated the spin 
ip length of the materials that we studied to be
l Irsf = 1 :28 nm and lP t

sf = 2 :45 nm; the spin mixing conductances that characterise the interfaces
between these non magnetic materials and the ferromagnetic layer chosen were evaluated at:
g"#

ef f;Ir=CoF eB = 31nm � 2 and g"#
ef f;P t=CoF eB = 33nm � 2. The spin Hall angle of iridium turns out

to have the same sign as platinum's, and its value corresponds to 26% of the spin Hall angle of
platinum.

This study is a mandatory step in the understanding of the role played by iridium in any
transport experiment carried out in an iridium-based synthetic ferrimagnetic sample. We can
appreciate the fact that the spn 
ip length in iridium is typically of the same order of magnitude
than the iridium thickness at which we obtain adequate values for the RKKY coupling in
synthetic ferrimagnets, which should enable the maximisation of the SHE in the iridium spacer
despite its very low thickness.
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Conclusion

In this manuscript, we have focused on a type of heterostructures, synthetic ferrimagnets, in or-
der to optimise this kind of materials for the spintronic application of racetrack memories, using
iridium as a spacer layer for its promising potentialities. We have thus performed characterisa-
tions regarding the static �eld response of the materials grown with a temperature dependence,
and considered with a special interest iridium for its spintronics properties.

In this manuscript, we start by giving a short state of the art and stating the motivation
of an in-depth study of iridium-based synthetic ferrimagnets in the introduction. Then, in the
�rst chapter, we present a few basic concepts of magnetism that enable the good understanding
of the rest of this manuscript. We especially give clues to understand the quantities of interest
and the approximations and models that are used all along. We present in particular the
magnetisation dynamics equations, models for domain walls and experimental studies extracted
from literature. Eventually, we provide a way to characterise synthetic ferrimagnets using only
magnetic hysteresis loops.

In the second chapter, we display the experimental results of the characterisation of synthetic
ferrimagnets that were grown in the frame of this thesis. We present the experimental techniques
that enable us to measure the magnetic hysteresis loops, and display corresponding experimental
results. We analyse the data to show the evolution of the synthetic ferrimagnets properties
as a function of the thicknesses of the iridium layer and the ferromagnetic layers involved.
Afterwards, we study the temperature dependence of the magnetic hysteresis loops by SQUID
means, and evidence the fact that three types of magnetic cycles can be obtained. By observing
the transitions between the various magnetic hysteresis loops, we explore the time dependence
of the magnetisation as a function of the applied �eld for various magnetic �elds. We are able
in this frame to evidence non monotonic magnetic aftere�ects, that we are able to understand
and explain with a 2-spin energetic model.

The third chapter is devoted to the study of the spin transport in iridium. This part is
crucial because it shows the interest in using iridium to grow synthetic ferrimagnets for racetrack
memory, but also in a wider framework for other spintronics applications. In order to do so, we
�rst present the direct and inverse spin Hall e�ects (SHE and ISHE), which are amongst the most
e�cient ways to generate a spin current. We then provide a detailed study of the magnetisation
dynamics in a ferromagnet at RF frequencies, which enables us to introduce two of the most
routinely used techniques to probe SHE and ISHE in a material. From this study, we draw
the conclusion that the most relevant measurements that can be carried out are comparative
measurements: indeed, the most reliable way to estimate the actual spin Hall e�ect behaviour
of two materials is to use the very same experimental technique and materials, so as to be able
to know where the di�erences stem from. This method would avoid the enormous discrepancies
that exist in the literature for the very same experiments on the same stacks grown by the same
methods. We conclude this chapter by disclosing a comparative experimental characterisation
of the spin Hall e�ect in iridium and platinum.

Let us point out that this manuscript does not provide current-induced magnetic domain
wall motion, as it would be needed in order to create a racetrack memory. However, this thesis is
the �rst step towards a systematic study of the non magnetic spacer of a synthetic ferrimagnet
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for racetrack memories. The perspectives of this thesis correspond to the switching of the
magnetisation of the stack by spin orbit torque, to demonstrate a possibility of nucleation of
a magnetic domain by current means, and a study of the propagation of magnetic domains by
current pulses, so as to evaluate the e�ciency of this stack for an application in the racetrack
memory �eld. One of the options that is also explored to improve the stack in this perspectives
is the change of the capping material used in the iridium-based synthetic ferrimagnets grown.
During this thesis, several options have been already tested for the growth, such as iridium,
tantalum and aluminum. This change in materials for one layer will thus be the object of
another thesis in the group of nanomagnetism and spintronics of Institut Jean Lamour.



Appendix A

Calculation of the Oersted �eld in a
simple model
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Figure A.1: Oersted �eld in the wire

Here, we consider a uniform current densityJ = J x in the whole sample. Let us divide the
wire in a multiplicity of wires of section dydz. Let us consider the �eld produced by an in�nite
wire in the x direction passing at the position (y0; z0) at a position M ( xM ; yM ; zM ). It is given
by the formula:

dH (M ) =
Jdydz

2�r
e� (A.1)

Where we de�ne r =
p

(y0 � yM )2 + ( z0 � zM )2 and e� =
zM � z0

r
y +

y0 � yM

r
z.

The total magnetic �eld can thus be calculated as follows:

H (M ) =
J
2�

Z a

� a

Z b

� b

�
zM � z0

(y0 � yM )2 + ( z0 � zM )2 y +
y0 � yM

(y0 � yM )2 + ( z0 � zM )2 z
�

dydz (A.2)

We can thus integrate both components of the �eld separately as follows:
8
>>>>>>><

>>>>>>>:

Hy = �
J
2�

Z a

� a

�
ln(( y0 � yM )2 + ( z0 � zM )2)

� z0= b

z0= � b
dy

Hz =
J
2�

Z b

� b

�
ln(( y0 � yM )2 + ( z0 � zM )2)

� y0= a

y0= � a
dz

(A.3)
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Rewriting explicitly:

8
>>>>>>><

>>>>>>>:

Hy = �
J
2�

Z a

� a

�
ln[(y0 � yM )2 + ( b� zM )2] � ln[(y0 � yM )2 + ( b+ zM )2]

�
dy

Hz =
J
2�

Z b

� b

�
ln[(a � yM )2 + ( z0 � zM )2] � ln[(a + yM )2 + ( z0 � zM )2]

�
dz

(A.4)

We obtain by performing the second spatial integral the following result:

(A.5)
Hy = �

J
4�

�
(y0 � yM )[ ln(( y0 � yM )2 + ( b� zM )2) � ln(( y0 � yM )2 + ( b+ zM )2)]

+ ( b� zM ) arctan
�

y0 � yM

b� zM

�
� (b+ zM ) arctan

�
y0 � yM

b+ zM

� � a

� a

(A.6)

Hy = �
J
4�

 

(a � yM )[ ln(( a � yM )2 + ( b� zM )2) � ln(( a � yM )2 + ( b+ zM )2)]

+ ( a + yM )[ ln(( a + yM )2 + ( b� zM )2) � ln(( a + yM )2 + ( b+ zM )2)]

+ ( b� zM )
�

arctan
�

a � yM

b� zM

�
+ arctan

�
a + yM

b� zM

� �

� (b+ zM )
�

arctan
�

a � yM

b+ zM

�
+ arctan

�
a + yM

b+ zM

� � !

And similarly for Hz, inverting the variables (yM ; a) and (zM ; b), with a � sign. We can
especially enjoy the following symmetries:

8
>>>><

>>>>:

y 7! � y =) Hy 7! Hy

y 7! � y =) Hz 7! � Hz

z 7! � z =) Hz 7! Hz

z 7! � z =) Hy 7! � Hy

(A.7)

We can visalise that vector �eld in the form of a stream plot as shown on �g.A.2:

Figure A.2: Oersted �eld produced by a square conductor

If we wish to calculate the spatial average of the �eld induced by the currenthhRF i in the
ferromagnetic layer, we have to sum the magnetic �eld over the spatial domain de�ned by:
f (yM ; zM ) such that yM 2 [� a; a] and zM 2 [b � tF M ; b]g. This set is symmetric with respect
to y, and we have the antisymmetry: Hz(� y; z) = � Hz(y; z), leading to the following: hhRF i
= hhRF i y . We then have to calculate it as follows:

hhRF i =
1

2atF M

Z a

� a

Z b

b� tF M

Hy(y; z)dydz =
1

atF M

Z a

0

Z b

b� tF M

Hy(y; z)dydz (A.8)
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Symmetries of the coe�cients of �

We have seen the expression of the real part of the magnetic susceptibility� 0 presented in
eq. (IV.7). Let us notice that the components of this matrix are all composed of the sum of two

functions: f 1(! ) =
! 2 � ! 2

0

f (! )
and f 2(! ) =

! 2

f (! )
:

� 0(! ) =


 0

1 + � 2 f 1(! )

2

6
4

�
" ''

sin2(� 0)
" �'

sin(� 0)
" '�

sin(� 0)
� " ��

3

7
5 +


 0M S�
1 + � 2 f 2(! )

�
� 1

� 1 �

�

If we divide the functions f 1 and f 2 as shown below, we can separate� 0 as a sum of a
symmetric and an antisymmetric matrices.

� 0(! ) = S! 0 (� 0)( ! ) + A ! 0 (� 0)( ! )

Where:

S! 0 (� 0)( ! ) =
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7
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�
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�

And:

A ! 0 (� 0)( ! ) =
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2
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�
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We explicit these symmetric and antisymmetric parts to make :
8
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>>>:
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Where:

g(! ) =
�
(! � ! 0)4 + ( ! � ! 0)2(4! 2

0 + � 2) + ! 2
0� 2� 2

�
�
2! 0(! � ! 0)(2( ! � ! 0)2 + � 2)

� 2

is a symmetric function with respect to ! 0.



Appendix C

Study of the o�set in the spin
pumping measurements

We have extracted numerous informations from the spin pumping measurements that were
carried out. However, we have not studied the o�set of the signal that was obtained, and
that was not expected. We have observed peculiar features about this o�set that is noted
y0 on �g. IV.16. This o�set is antisymmetric with respect to the applied magnetic �eld and
the magnetisation. Indeed, we represent on �g. C.1 the value of the o�set that was found for
CoFeB(5nm)/Ir( t Ir ) samples (t Ir 2 f 1; 2; 4; 6; 15 nmg) as a function of the frequency, and for
various thicknesses of iridium. Both positive and negative applied magnetic �eld values are
represented.

Figure C.1: Measurement of the o�set y0 of the spin pumping voltage as a function of the
frequency for CoFeB(5nm)/Ir( t Ir ) samples fort Ir 2 f 1; 2; 4; 6; 15 nmg

Furthermore, due to the symmetries of our samples, for the coplanar waveguide that prop-
agates the RF signal as well as for the bilayer wire in which the spin to charge conversion is
occuring, we are looking for a phenomenon belonging to the Nernst/Hall e�ects family, as those
presented in [137]. Since we have an applied magnetic �eld and the magnetisation that lie
perpendicularly to the wire, and we measure a longitudinal voltage, we are looking for either a
temperature gradient or a spin current that would be transverse to the wire and orthogonal to
the magnetic �eld and magnetisation.
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Given that the spin current emmited is the one that is already probed in the inverse spin
Hall e�ect through the conversion of spin current into a charge current, we can rule out this
origin. Concerning the appearance of a thermal gradient within the thickness of the magnetic
layer, we can easily imagine that the current 
owing through the CoFeB/Ir bilayer can lead to
this phenomenon. In order to get insight about this, we represent on �g. C.2 the o�set measured
as a function of the thickness of iridium of the sample, for several frequencies.

Figure C.2: Measurement of the o�set y0 of the spin pumping voltage as a function of the
iridium thickness t Ir for CoFeB(5nm)/Ir( t Ir ) samples at various frequencies ranging from 4 to
15 GHz

We can see that the o�set is maximised for a value of the iridium thickness of 2 nm for all
the frequencies (except 11GHz). In order to understand this phenomenon, let us consider two
situations that are the very low thickness regime and the large thickness regime. The former
is for thicknesses that are smaller than 2 nm. In the corresponding samples, the iridium layer
is thin enough to be more resistive than bulk iridium. Therefore, the resistivity of this layer is
not much higher than the one of the CoFeB layer. The Joule heating occuring in the sample is
thus close in both layers, and only a small transverse thermal gradient appears.

On the opposite, for large values of the iridium thickness, the iridium resistivity is signi�-
cantly lower than the one of CoFeB. In that case, the current 
owing in the bilayer is mainly
propagating in the iridium layer. Consequently, the thicker the iridium layer the smaller the
current density in the CoFeB layer, and the smaller the Joule heating in the whole sample. In
this large iridium thickness regime, an increase of the iridium thickness decreases the transverse
thermal gradient in the bilayer.

This analysis advocates for a Nernst e�ect enabled by a thermal gradient. Indeed, the �gure
C.2 shows an e�ect that is low for a very low thickness regime, a maximum obtained around
t Ir = 2nm, and a decrease of the amplitude with the iridium thickness in the large iridium
thickness regime.

The undetermined issue at this point is the di�erenciation between the ordinary Nernst
e�ect (ONE), in which a charge current can be obtained transverse to a thermal gradient
and an applied magnetic �eld that are orthogonal, or the anomalous Nernst e�ect (ANE),
where the charge current is generated perpendicularly to a thermal gradient and an orthogonal
magnetisation. These e�ects should be easy to discriminate, because one should depend linearly
with the applied magnetic �eld whereas the other one should be constant once the magnetisation
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is saturated in the �eld direction. However, since the change in the applied magnetic �eld during
a spin pumping measurement is also a�ecting the spin pumping current, it is directly changing
the Joule e�ect in the wire, and thus the thermal gradient also modi�ed. As a consequence, we
currently do not have arguments that would favour one contribution or another amongst these
two e�ects.
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Appendix D

Modelling of a RF spin pumping line

The measurement that we want to carry out during the SP-FMR experiment corresponds to
the injection of a RF current in an antenna so as to induce an RF Oersted �eld that can excite
a ferromagnetic layer. One of the key parameters of this experiment is the RF induced �eld.
However, the knowledge of this parameter depends on the whole experimental setup, that is
to say all the geometric and electric properties of the components of the circuit, and their
behaviour as a function of the frequency.

In this part, we are going to describe the electronic characterisation of the experimental
setup, so as to get a quantitative description of our experiment.

Representation of the electric signal

There are three main ways to characterise an electric quadrupole, which are the impedance, the
transmission and the scattering matrices. These three representations link the entrance signal,
noted (ve; i e), and the signal 
owing out of the quadrupole (vs; i s).

ˆ The impedance matrix: This representation gives the relationship between the voltages
and the currents at the entrance and the exit of the quadrupole. This quantity is not
considered in our calculations.

ˆ The transmission matrix:

This matrix links easily the entrance signal to the outgoing signal. Indeed, thus repre-
sentation implies that a convention of entrance and exit is chosen. We can express the
relationship between the voltages and currents as follows:

�
ve

i e

�
= T �

�
vs

i s

�

For clarity, we will express the transmission matrix with the following convention:

T =
�

A B
C D

�

This representation has the advantage to chain the blocks by multiplicating the matrices
as follows: for a circuit described byn quadrupoles described by the transmission matrices
Tn , the total quadrupole is then represented by the transmission matrixTtot calculated as
follows:

Ttot =
nY

i =1

Ti (D.1)
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However, experimentally, this is not the matrix that is usually measured. This formalism
is mainly e�cient as a calculation tool, and equivalences have to be used in order to step
from one formalism to another.

ˆ The scattering matrix:

This representation of a quadrupole represents the part of the signal that 
ows from one
port to another. Here, let us forget for a moment the notion of entrance and way out of
the quadrupole, and only consider that it has two ports, namely 1 and 2. The coe�cients
of the matrix Sij represent the signal going from portj to port i . For instance, S21 is the
transmission coe�cient from 1 to 2.

This is the matrix that is experimentally measured using a vectorial Network Analyser
(VNA) in a 2-port measurement. However, the S matrices cannot be multiplied to repre-
sent several quadrupoles in one single matrix. This representation has then to be converted
in terms of transmission matrix in order to represent the whole experimental setup.

The matrices represented here can be linked by the following relationships [138]:

8
>>>>>>>>>>>>>>>><

>>>>>>>>>>>>>>>>:

A =
(1 + S11)(1 � S22) + S12S21

2S21

B = Z0
(1 + S11)(1 + S22) � S12S21

2S21

C =
1

Z0

(1 � S11)(1 � S22) � S12S21

2S21

D =
(1 � S11)(1 + S22) + S12S21

2S21

Scattering parameter measurement with a vectorial network anal-
yser (VNA)

The easiest way to characterise a quadrupole is to plug it on a VNA using the four poles of
the device. In this case, the measurement of each of the R coe�cients of the scattering matrix
can be measured easily. However, in some cases, the device is not meant to be plugged on a
VNA on both sides, because the end of the line consists in a patterned sample. In that case, we
can only perform 1 port measurements, and we have to achieve a total characterisation using
adequate loads at the terminal of the device studied.

It is possible to characterize a quadrupole using only 1-port scattering measurements with
a VNA. The usual way to do so is to load the quadrupole with three well known loads, which
are usually an open circuit, a short circuit, and a 50 
 load so as to math the impedances. In
these cases, we will obtain three frequency dependant scattering measurements, that we will
refer to asSO

11, SS
11, SM

11 respectively. We can link these scattering measurements to the re
exion
coe�cient due to the impedance mismatch, considering the quadrupole loaded as a dipole. We
can thus de�ne the measured entrance impedancesM O , M S and M M as a function of the intern
impedance of the VNA Z V NA

0 (supposed to be 50 
) as:

M k = Z V NA
0

1 + Sk
11

1 � Sk
11
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Ideal case

For each entrance impedance obtained, it is possible to link the parameters to the load and the
transmission matrix of the quadrupole. We can have two cases: the open circuit and the match
(the short circuit corresponds to a match with an impedance equal toZM = 0 
).

The open circuit equations are the following:

�
Ve

I e

�
=

�
A B
C D

�
�
�

Vs

0

�

Leading to:

M O =
Ve

I e
=

A
C

The match equations give the slightly di�erent system:

�
Ve

I e

�
=

�
A B
C D

�
�
�

ZM I s

I s

�

Leading to:

M M =
Ve

I e
=

A:Z M + B
C:ZM + D

And:

M S =
Ve

I e
=

B
D

Using the fact that the transmission matrix has a unit determinant, ( AD � BC = 1), one
can get the following system:

8
>>>>>>>>>>>>>><

>>>>>>>>>>>>>>:

A = � M O

s
(M M � M S)

ZM (M O � M S)(M O � M M )

B = � M S

s
ZM (M O � M M )

(M O � M S)(M M � M S)

C = �

s
(M M � M S)

ZM (M O � M S)(M O � M M )

D = �

s
ZM (M O � M M )

(M O � M S)(M M � M S)

Non-ideal loads { General case

Let us now consider that the loads of the calibration kit that are given are not ideal, which is
the case. Some slight corrections can be applied to the determination of the transmission matrix
through the series of the 3 1 port measurements. Let us consider that for each measurement,
the load has the impedanceZ i (i 2 f 0; 1; 2g). Let us note the entrance impedances measured
as M i . We thus have the following system to solve:

�
AZ i + B = CZ i M i + DM i

AD � BC = 1

From the �rst equation comes the relation:

B = CZ0M 0 + DM 0 � AZ 0
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Leading, for the second equation, to:

A =
M 1Z1 � M 0Z0

Z1 � Z0
C +

M 1 � M 0

Z1 � Z0
D

The third equation then links C to D as follows:

C
D

=
M 0(Z2 � Z1) + M 1(Z0 � Z2) + M 2(Z1 � Z0)

M 0Z0(Z1 � Z2) + M 1Z1(Z2 � Z0) + M 2Z2(Z0 � Z1)
= c

We can thus express the ratios as follows:

A
D

=
M 0M 1(Z0 � Z1) + M 1M 2(Z1 � Z2) + M 2M 0(Z2 � Z0)
M 0Z0(Z1 � Z2) + M 1Z1(Z2 � Z0) + M 2Z2(Z0 � Z1)

= a

And

B
D

=
Z0M 1M 2(Z2 � Z1) + Z1M 2M 0(Z0 � Z2) + Z2M 0M 1(Z1 � Z0)

M 0Z0(Z1 � Z2) + M 1Z1(Z2 � Z0) + M 2Z2(Z0 � Z1)
= b

Let us note that these expressions of the ratiosa, b, and c are independant of the choice
of the indexes 0, 1 and 2, which translates the fact that the three �rst equations are exactly
the same for (Z i ; M i ) ( i 2 f 0; 1; 2g). It is thus possible to choose that the indexesf 0; 1; 2g
correspond to the measurementsf short; open; loadg in whatever order. Let us solve the system
thanks to the fourth equation:

8
>>>>>>>>>><

>>>>>>>>>>:

A = aD

B = bD

C = cD

D = �
1

p
a � bc

(D.2)

Modeling of the transmission line

The transmission line that we consider is similar to a planar cable with losses. In order to do
so, the transmission matrix proposed by Pozar can be written as:

Tlossy =

0

@
cos(�l ) Z0 sin(�l )
1

Z0
sin(�l ) cos(�l )

1

A

Where Z0 is the characteristic impedance of the line,� the propagation coe�cient and l
the length. The length is easily measurable. However,Z0 and � need to be determined and
explicited. We can consider the losses on the line by considering a conductanceG, a resistance
R, a capacitanceC and an inductance L , all these quantities being de�ned per length unit.
With these notations, according to Pozar, the termsZ0 and � of the line can be expressed as:

Z0 =

s
R + jL!
R + jG!

and

� =
p

(R + jL! )(R + jG! )
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We now need to determine the parametersR, L , C and G. The parameterR is easy to obtain
thanks to a DC measurement of the resistance of the grounds and the signal. The division by
the length of the line gives the value of R.

2b

2a

GSG

" r

Figure D.1: Representation of a coplanar waveguide in a ground-signal-ground (GSG) con�gu-
ration.

One way to express the capacitance per unit length was established by Gupta [139] in the
case of a planar geometry for a signal and two grounds. Considering the schematic given in
�g. D.1, the capacitance per unit length can be expressed as:

C = 2"0 (" r + 1)
K 1(k)
K 2(k)

= "0" re
K 1(k)
K 2(k)

Where k =
a
b

is the ratio of the dimensions of the cable as noted on �g. D.1," re is the

e�ective dielectric constant of the coplanar waveguide,K 1 is the complete elliptic integral of
the �rst kind, and K 2 is its complement.

In order to obtain the value of L , one can make the approximation that the line is lossless,

compute the characteristic impedance, and consider that the relationZ0 =

r
L
C

holds. This

is what we did, using the relation of Gupta for the lossless characteristic impedance with the
notations previously introduced:

Z0 =
30�
p

" re

K 1(k)
K 2(k)

We have represented on �g. D.2 the real and imaginary part of each coe�cient of the
transfer matrix of the antenna that we measured with a VNA. We have plotted in solid lines
the coe�cients obtained by using the analytical formulas presented above. We can see that the
agreement is nearly perfect, which proves the validity of the approach and the quality of the
antenna.
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Figure D.2: Real and imaginary parts of each coe�cient of the transmission matrix of the
antenna studied as a function of the frequency. All the dot curves represent the experimental
measurements, whereas the solid lines correspond to the model presented above.
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R�esum�e

Les mat�eriaux ferrimagn�etiques de synth�ese �a aimantation perpendiculaire ont �et�e �etudi�es ex-
tensivement lors de la derni�ere d�ecennie. Leurs propri�et�es d'�electronique de spin, notamment en
ce qui concerne les propagations de parois magn�etiques par l'injection d'un courant, en font des
candidats id�eaux pour les applications de m�emoires magn�etiques de type racetrack. Du fait de
propri�et�es remarquables concernant d'une part la g�en�eration et le transport de courant de spin
par couple de spin orbite, et d'autre part le couplage d'�echange de type RKKY, l'iridium est
un excellent candidat en tant que mat�eriau de spacer pour les mat�eriaux ferrimagn�etiques de
synth�ese. Dans ce manuscrit, nous �etudions des multicouches ferrimagn�etiques de synth�ese com-
pos�ees de deux couches de cobalt s�epar�ees par un spacer d'iridium. Nous pr�esentons d'une part
l'optimisation de la croissance de tels mat�eriaux, de sorte �a obtenir un syst�eme mod�ele en vue
d'applications pour des � racetrack memories� . Nous maximisons ainsi le couplage d'�echange
antiferromagn�etique entre les couches de cobalt et l'aimantation �a r�emanence. D'autre part,
nous �etudions les propri�et�es de transport de spin de l'iridium grâce �a des m�ethodes de r�esonance
magn�etique par pompage en spin. Nous en concluons que les mat�eriaux ferrimagn�etiques de
synth�ese �a base d'iridium sont des syst�emes mod�eles pour la fabrication de� racetrack memo-
ries � .

Mots clefs : couple de spin orbite, m�emoires magn�etiques racetrack, nanomagn�etisme, couches
minces, iridium , �electronique de spin.

Abstract

Synthetic ferrimagnets with perpendicular magnetic anisotropy have been studied extensively in
the past decades. Their outstanding properties in terms of spintronics, especially concerning the
current-induced magnetic domain wall propagation lead us to contemplate them as promising
candidates as materials for magnetic racetrack memories. Besides, considering the remarkable
properties of iridium concerning the transport and the generation of pure spin currents by
means of spin orbit torque, as well as its large RKKY coupling properties, this material seems
to be an excellent material as a spacer for synthetic ferrimagnets. In this manuscript, we study
magnetic multilayers composed of two magnetic layers of cobalt separated by an iridium spacer.
We optimise the growth of these multilayers by choosing the most adequate thicknesses, so as
to obtain a model system for racetrack memories applications. Thus, we maximise the antifer-
romagnetic exchange between the cobalt layers, and the remanence magnetisation. Besides, we
study the spin current generation and transport properties of iridium by spin pumping ferro-
magnetic resonance means. We draw the conclusion that iridium-based synthetic ferrimagnets
can be considered as model systems for racetrack memory technology.

Key words: Spin orbit torque, magnetic racetrack memory, nanomagnetism, thin �lms, irid-
ium, spintronics.
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