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Preamble

Since I joined the CNRS as a research fellow in 2010 in the Laboratory of Solide State
Physics in Orsay, my research activities were focusing on studying laser induced ultrafast
magnetization dynamics and especially the role of hot electrons transport at the femtosecond
timescale. When I joined the Institut Jean Lamour (IJL) Spintronics and Nanomagnetism
group in 2013, I had the opportunity to setup a complete research laboratory and to start
this research activity in the group which has strongly developed during the last few years.

In this manuscript, I summarize some of my research activities I have been doing during
the last decade. I deliberately chose not to present everything to maintain a certain coherence
and hopefully makes the reading more pleasant.

The first chapter gives an overview of the history and state-of-the-art of the research in
the field of ultrafast magnetization dynamics and spin transport as well as laser induced
all-optical switching. The resulst we obtained regarding these two topics are presented in
chapter 2 and 3. Some perspectives are presented in chapter 4. The last chapter summarizes
other research related activities.
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Chapter 1

Introduction

Manipulating and controlling the magnetic state of a material have been the focus of
intensive researches for decades. The desire to understand the physics behind magnetization
dynamics was clearly motivated by numerous possible technological applications, such as
magnetic hard-disk drives, magnetic memories, and sensors. Within the purpose of ever
increasing the speed and density of data storage and decreasing its energy consumption,
different levers were proposed to control the magnetization, for instance magnetic field pulses
[1], spin polarized currents [2, 3], temperature gradient [4, 5], electric fields [6, 7], strains [8],
and more recently THz excitations [9, 10].

In 1996 Jean-Yves Bigot and Eric Beaurepaire from the University of Strasbourg [11]
set the ground to a whole new research area in the field of magnetism : femtomagnetism,
pushing the ability to alter the magnetic state on the sub-picosecond timescale. Indeed, they
showed using the time-resolved magneto-optical Kerr effect (TRMOKE) that the magneti-
zation quenching of a Ni thin film following a 60 fs laser pulse excitation proceeds within
less than a picosecond. To date, these results have been confirmed and extended to all pure
transition metals (TM) (Fe, Co, Ni) but also different magnetic alloys including rare-earth
(RE) elements by using different time-resolved techniques such as, second-harmonic genera-
tion [12–19], photoemission [20–23], X-ray magnetic circular dichroism (XMCD) [24–28], or
time-resolved x-ray resonant magnetic reflectometry (XRMR) [29,30].

Less than a decade later, Kimel et al. demonstrated that an ultrafast spin reorientation
in the antiferromagnet TmFeO3 can be induced by an ultrashort laser pulse due to a sub-
picosecond change of the anisotropy axis. Moreover, they showed that the spin dynamics
in DyFeO3 could be excited in a non-thermal way using circularly polarized 200 fs laser
pulses, leading to a coherent control of the magnetization by way of the inverse Faraday
effect [31]. While these experiments were performed at low temperature, a ground breaking
result was obtained a couple of years later by Stanciu et al. [32]. Indeed, they reported
that the magnetization of ferrimagnetic GdFeCo alloys could be deterministically reversed
by a single 40 fs circularly polarized laser pulse. In this first demonstration, the direction of
this opto-magnetic switching was only determined by the helicity of light which defines the
helicity dependent all-optical switching (HD-AOS). Since then, HD-AOS was observed in a
large variety of magnetic thin films, including ferrimagnets, synthetic ferrimagnets, and even
thin ferromagnetic films including granular media [33–37]. Later on, Radu et al. revealed
that the magnetization of a 30 nm thick GdFeCo films could be reversed using a single lin-
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early polarized pulse [27]. This phenomenon known as the helicity independent all-optical
switching (HI-AOS) was reproduced by Ostler et al. who showed that, independently of
the initial magnetization state, each laser pulse switches the magnetization in the opposite
direction [38]. In the following, I give a short introduction on the ultrafast magnetization
dynamics triggered by femtosecond laser pulse excitation. I explicitly focus on the role of
hot electrons since it is related to a large part of the work I have been doing and that will be
presented in 2.11. In the last part of this chapter, I introduce the field of all-optical switching,
starting with the discovery of single shot toggle switching in GdFeCo alloys before presenting
multiple shots helicity-dependent all-optical switching which has been witnessed in a large
variety of magnetic materials.

1.1 Ultrafast magnetization dynamics and ultrafast spin
transport

At the beginning of the 1990s, Vaterlaus and co-workers performed the first experiments
where the time evolution of the out-of-equilibrium magnetization of the rare earth (RE)
Gd was measured using time- and spin-resolved photoemission (TSPE). They estimated the
spin-lattice relaxation time, i.e. the characteristic time to reach thermal equilibrium between
the spin and lattice, to 100 ± 80 ps [40]). This value was then confirmed theoretically [41]. In
1996, the first measurements of laser induced demagnetization was performed on a transition
metal (TM) and the results were quite surprising. Indeed, Beaurepaire et al. exploited the
time-resolved magneto-optical Kerr effect (TRMOKE) to study nickel thin films [11]. They
found that demagnetization after 60 fs pulsed-laser excitation takes place in few hundreds
of femtoseconds. Nowadays, it has been widely confirmed that the demagnetization time of
TM and their alloys lies in the 100 fs timescale. Moreover, different experimental techniques
have been develloped and used to study ultrafast magnetization dynamics including second-
harmonic generation (SHG) [12, 42], two-photon or time- and spin-resolved photoemission
[20, 43] and later by element specific techniques such as X-ray magnetic circular Dichroism
(XMCD) [24] or MOKE using XUVs to probe the M2,3 edges [44].

Since then, numerous experiments have been performed to identify the origin of the
ultrafast loss of magnetization. Despite this large experimental efforts, the microscopic
mechanisms are still heavily debated. Lately, different models have been suggested, for
instance based on a direct coupling between the photon field and the spin bath [45, 46]
or considering the loss of magnetization due to thermal mechanisms [47, 48]. However, the
most notable candidate to explain the ultrafast magnetization dynamics is scattering between
particles and quasi-particles to accommodate the transfer of angular momentum out of the
spin system [24, 49–56]. In these mechanisms, the electrons are strongly heated by the
absorption of the laser pulse and subsequent scattering of hot electrons with energies higher
than the Fermi energy thermalizes the spin system resulting in the transfer of spin angular
momentum to another reservoir. However, the creation of hot electrons in a ferromagnet
generates a spin-current which can have a very high spin-polarization due to the spin-filtering
effect. Indeed the lifetime and velocities, as well as reflectivities and transmission of excited

1This part of the introduction is largely based on a review paper we published [39]
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Figure 1.1: (a) Variation of the reflectivity at the back side of Au films of different thicknesses
while excited at the front surface. (b) Sample thickness as a function of the time of flight
for various Au films of 500, 1000, 15000, 2000 and 3000 Å thick (adapted from Brorson et
al. [60]).

carriers are spin-dependent and significantly higher for majority spins compared to minority
[57, 58]. Based on these facts, Battiato et al. proposed that superdiffusive transport could
solely explain the ultrafast loss of magnetization [59].

1.1.1 Ultrafast demagnetization and hot electron transport
The first experimental evidence of ultrafast electronic transport following a laser pulse

excitation was observed in a single Au layer by Brorson et al. [60]. The experiment was
relatively simple. Various thicknesses of Au were deposited on a sapphire substrate. The
laser excitation was focused on the front of the sample while probing the change in reflectivity
induced at the back by electronic temperature changes. The results are showed in Figure
1.1.a. A clear delay in the onset of the signal was reported when increasing the Au layer
thickness (Fig. 1.1.b). However, the delay remained shorter than the electron phonon
relaxation time suggesting that the heat transport was carried by electrons that are out
of equilibrium. It was lately shown that scattering of the excited electrons depends on
the crystal structures of the samples, a larger scattering being observed in polycrystalline
samples compared to single-crystals resulting in an average slower effective velocity in the
case of thick films [61]. From this moment, it was clear that ballistic and diffusive electronic
transports had to be taken into account when dealing with ultrafast laser excitation in
metallic systems [62–64].

In magnetic materials, as presented previously, it was suggested that spin-dependent
transport of optically excited hot electrons could result in a modification of the magnetiza-
tion due to a redistribution of minority and majority spins within the ferromagnetic layer
itself or within an adjacent metallic layer [59]. Following the statement of Battiato et al.
“that superdiffusive processes play a main role, and can explain wholly the ultrafast demag-
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Figure 1.2: (a) Schematic rep-
resentation of the experimen-
tal configuration using a back
pump excitation and a front
probe to measure the magnetic
contribution to the second har-
monic generation (mSHG) due
to hot electron propagation into
a Au layer. (b) Second harmonic
magnetic contrast measured at
the Au top surface for two dif-
ferent Au thicknesses.(adapted
from Melnikov et al. [16]).

netization process during the first few hundred femtoseconds”, the quest for experimental
demonstration started; even though a clear evidence of the influence of hot electron transport
on the ultrafast magnetization dynamics was already reported within the work I performed
during my postdoctoral stay in the group of Bert Koopmans which will be discussed later
on [65]. Thereafter, researchers tried to quantify the relative contribution of hot electron
transport and local dissipation of angular momentum by spin-flip scattering.

The simplest structure to explore this phenomenon consists of a single ferromagnetic
layer. The first attempt to provide an answer to this fundamental question in such a
system was undertaken by Melnikov et al. [16]. Using an epitaxial system consisting of
Au/Fe/MgO(001), Melnikov and collaborators chose to excite the Fe layer by shining a laser
pulse through the MgO substrate. By probing the transient spin polarization at the top Au
surface with second harmonic generation, they evidence the existence of a spin-polarized cur-
rent of hot carriers going from the Fe to the Au layer (Fig. 1.2). They also showed that the
transport was a mixture of ballistic and diffusive propagation due to the energy-dependent
hot carriers relaxation time which was found to be about 1 ps.

In order to control the spin transport and verify the prediction of Battiato et al. [66],
Schellekens et al. grew a Ni thin film on an insulating sapphire substrate and they measured
the ultrafast demagnetization by exciting the Ni layer with a laser pulse hitting the front or
the back of the sample while constantly probing from the front (Fig. 1.3 (a)) [67]. The idea
behind the experiment is the following: in the case of local angular momentum dissipation,
both front and back-pump experiments should result in a similar demagnetization. In the
case of ultrafast demagnetization induced solely by transport of excited carriers, a front-
pump configuration should lead to a decrease of the magnetization due to a flow of majority
electrons toward the substrate. When pumped from the sample’s back side, an increase of
the magnetization is expected due to a flow of majority electrons towards the probe spot.

First of all, they showed that both front and back-pump excitations lead to a demag-
netization of the Ni layer (Fig. 1.3 (b) and (c)). By analyzing the demagnetization curves
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Figure 1.3: (a) Schematic rep-
resentation of the sample excita-
tion and measurement configu-
rations. Magnetization dynamic
as a function of the time de-
lay for (b) a front and (c) a
back pulsed laser excitation for
various thicknesses of a Ni thin
film deposited on Sapphire. In-
sets show the extracted demag-
netization times as a function of
the Ni thickness (adapted from
Schellekens et al. [67]).

in more details, they extracted the timescale for demagnetization and they found out that
there is no difference between the two scenarios. Moreover, they clearly showed that the re-
duction of the magneto-optical quenching as a function of the Ni thickness can be attributed
to a decrease in the absorption when the Ni thickness is increased for both configurations.
Therefore, all these results demonstrate that transport plays no significant role in the demag-
netization of ferromagnetic Ni thin films on insulating substrates. By combining pump-probe
TR-MOKE experiments with time-resolved density functional theory calculations, Shokeen
et al. confirmed that in Ni, spin flips are the main mechanism leading to global demagneti-
zation [68].

To confirm those results, Schellekens et al. finally grew a thin film of Ni on top of a wedge
of Al [67]. In the case of ultrafast demagnetization governed by hot electron transport, the
presence of such a metallic layer should lead to an enhancement of the quenching due to
transport of spins outside of the ferromagnet. Results of the measurements showed that
the characteristic demagnetization time is not influenced by the presence of the metallic
layer. Moreover, increasing the Al thickness results in a decrease of the maximum quenching
which does not support a significant role of transport in the demagnetization process of
ferromagnetic thin films.

Surprisingly, the study of Hofherr et al. provides clear evidences of femtosecond injection
of spin current from a Ni layer into a metallic Au substrate [69]. They concluded that the
demagnetization dynamics in this system is equally due to spin transport into the adjacent
Au layer and a loss of magnetization within the Ni layer itself due to spin-flip scattering or
spins that are initially part of the optically excited spin current but which are scattered at
the Ni/Au interface. These results are in clear contradiction with previous works presented
above.

More recently, Wieczorek et al. investigated the relative contribution of transport and
local angular momentum dissipation in another system, namely Co/Cu(100), using the com-
plex magneto-optical Kerr effect as described in section 2.1 [70]. By comparing their mea-
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Figure 1.4: (a) Schematic
representation of laser ex-
cited electrons transport in
magnetic heterostructures.
(b) TR-MOKE signal mea-
sured on Pt(10)/[Co(0.4
)/Pt(0.7)]4Co(0.4)/Ru(0.4)/
Co(0.4)/[Pt(0.7)/Co(0.4)]4/
Pt(2) (units in nm) for parallel
(P - diamonds) or antiparallel
(AP - circles) alignment of the
magnetizations (adapted from
Malinowski et al. [65]).

surements to calculations based on the microscopic three-temperature model (M3TM) and
on spin diffusion equation, they revealed that spin-flip plays a major role in the near-surface
region at delays just above 200 fs while spin transport processes are located near the bottom
Co-Cu interface and took place on a shorter timescale, earlier than 100 fs when the hot
electrons are not thermalized yet. Unlike the previous reports in the case of Ni films by
Schellekens et al. [67], spin transport processes play a significant role in Co films.

A similar behavior has been recently confirmed by Shokeen et al. [68]. Combining TR-
MOKE measurements on Ni and Co thin films and ab initio calculations performed using
time-dependent density functional theory, they showed that spin flips play the most signif-
icant role in the process of demagnetization. Moreover, they elucidated the nature of the
differences observed for these two ferromagnets. Indeed, their theoretical results showed a
temporal separation between a significant amount of spin flips and majority spin diffusion
in Co. In Ni, on the other hand, both of these processes occur at the same time. They con-
cluded that the demagnetization induced by femtosecond optical pulses in the two transition
metals Ni and Co behave differently during the thermalization process of the spins.

All these results might seem contradictory but altogether, they suggest that the nature of
the ferromagnetic layer and the metallic adjacent layer have to be taken into account as well
as the role played by the interface in the ability to inject spin-polarized hot electrons. While
the precedent paragraphs were focused on heterostructures containing a single ferromagnetic
layer, evidence of hot electron transport and its influence on the ultrafast demagnetization
was mostly studied in magnetic multilayers.
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Figure 1.5: Layer-selective magnetization dynamics measured by T-MOKE using high-
harmonics in substrate / Ta(3 nm) / Ni(5 nm) / Ru(1.7 nm) / Fe(4 nm) / Si3N4(6 nm).
The observed demagnetization in the Fe layer does not change as a function of the relative
magnetic orientation. In contrast, demagnetization in the Ni layer increases from ∼ 40%
to ∼ 60% for antiparallel orientation, because spin currents from the top (Fe) layer to the
bottom (Ni) layer favor spin-flip scattering processes. (Adapted from Turgut et al. [71]).

During my postdoctoral position in the group of Bert Koopmans, I demonstrated for the
first time that a femtosecond excitation of a ferromagnetic thin layer can induce a non-local
transfer of angular momentum [65]. A schematic description of the experiment and the
principal results are reported in Figure 1.4.a . The original idea was to use a multilayer
made of two identical out-of-plane magnetized [Co/Pt] ferromagnetic layers separated by
either a metallic layer (Ru) or an insulating layer (NiO) in order to control the hot electrons
flow between them. Laser excited spin-polarized hot electrons are created in both magnetic
layers and travel ballistically from one layer to the other, transferring angular momentum.
In the case of an insulating spacer, no difference in the ultrafast magnetization dynamics
was observed between a parallel or antiparallel alignment of the magnetizations. In the case
of a metallic spacer, the maximum demagnetization is larger and the dynamics is faster
in the case of an anti-parallel alignment compared to a parallel alignment of both layers
magnetization (Fig. 1.4). We explained this difference by hot spin-polarized electron flow,
allowing for interlayer transfer of spin angular momentum between the ferromagnetic layers
(Fig. 1.4).

Later on, similar results were reported by Wei et al. who studied the ultrafast demag-
netization in CoFeB/MgO/CoFeB magnetic tunnel junctions [72]. Beside a more efficient
ultrafast demagnetization observed for an antiparallel alignment of both CoFeB magnetiza-
tions, they showed that the enhancement due to spin transport becomes more efficient with
increasing the laser fluence before saturating to a maximum value. These results seem con-
tradictory with our results in which no transport of excited electrons was evidenced in the
case of a NiO spacer [65]. This could be explained by the different tunneling barriers obtained
with MgO and NiO. Indeed, It was demonstrated that localized states induced by defects in
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(a) (b) (c)

Figure 1.6: (a) One branch of the hysteresis loop is shown for an angle of the quarter wave
plate (QWP) α = −7 deg, showing only the contribution to the MO contrast from Fe and
the same is shown in the case of α = −68 deg, showing only the contribution to the MO
contrast from Ni. Demagnetization traces of Ni(b) and Fe (c). The lines are fit to the data
and the shaded areas represent the errors due to the mixing of the Ni and Fe MO signals
(adapted from Schellekens et al. [75]).

MgO barriers strongly influence its electrical properties and spin transport [73]. Moreover,
the antiferromagnetic order in the NiO thin layer might increase the spin scattering.

The advent of ultrafast x-ray and extreme-ultraviolet sources allowed for probing spin dy-
namics in different magnetic layers within the same heterostructure using chemical selectivity
(cf section 2.1). Using table-top laser-based high-harmonic generation sources, Rudolph et
al. simultaneously measured the spin dynamic of Fe and Ni in a Ni/Ru/Fe trilayer using
the transverse magneto-opticla Kerr effect (T-MOKE)(Fig. 1.5) [71, 74]. They showed that
the demagnetization in the Fe layer does not change as a function of the relative magnetic
orientation. In contrast, demagnetization in the Ni layer increases by ∼ 50% in the antipar-
allel orientation, because spin currents from the top (Fe) layer to the bottom (Ni) layer favor
spin-flip scattering processes.

The same group performed complementary experiments to disentangle the contributions
of spin-flip scattering and spin-transport processes in similar multilayers. In order to modify
the ratio between both processes, they used different spacer layers with different spin lifetime
or even an insulating Si3N4 to fully suppress spin currents [71]. Their results could only be
explained by the simultaneous presence of both interlayer spin-current flow and spin-flip
processes. By inverting the Ni and Fe layer in the structure, they have also noticed that the
spin current is directional. Indeed, it preferentially flows towards the bottom of the sample.
A plausible explanation would rely on the fact that the top interface would reflects the spins
while the Ta seed layer would act as a strong spin scatterer, therefore reducing the majority
spins flowing from the buried ferromagnetic layer. Another explanation might be related to
the occurrence of time dependent thermal gradient due to the absorption profile of the laser
pulse within the multilayer.

Schellekens et al. investigated a similar structure by TR-MOKE using a material- and/or
depth-resolved technique [75]. They could access to both layers magneto-optical signal in-
dependently (Fig. 1.6.a) and measured the ultrafast magnetization of both Ni and Fe layers
(Fig. 1.6.b and c). Their results unambiguously showed a more effective and faster demagne-
tization when both layers magnetizations are antiparallel. They estimated that roughly 30%
of the Ni demagnetization was due to superdiffusive spin currents coming from the Fe layer.
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Figure 1.7: (a) Azimuthally in-
tegrated SAXS intensity (see in-
set) probed by a delayed X-ray
pulse produced by the FEL. (b)
Time evolution of the shift of
the integrated SAXS maximum
intensity. (c) Temporal evolu-
tion of the magnetization in a se-
lected area at the start (top left)
and after 300 fs (top right) cal-
culated by Monte-Carlo simula-
tion of the superdiffusive spin-
transport (scale bar, 200 nm)
and resulting domain-wall pro-
file (bottom). The blue line
corresponds to the initial pro-
file while the green one is ob-
tained after 300 fs. (d) Tempo-
ral evolution of the shift of the
SAXS maximum intensity ob-
tained by simulation (line) and
from the experiment (points and
error bars). The grey area re-
flects the uncertainties of the
simulations (adapted from Pfau
et al. [76]).

Moreover, they found that the Fe transient demagnetization was similar for both parallel
and antiparallel alignments, in agreement with the work of Turgut et al. [71].

The role of superdiffusive transport was also investigated in single ferromagnetic layers
showing a magnetic domain structure. In such a system, magnetic domain walls separate
domains with opposite magnetization. Hence, they play a similar role as the spacer that is
used in a multilayer structure. However, two principal differences can be pointed out when
comparing this approach with a multilayer one. First, the sample is chemically homogenous
avoiding therefore any disruption in the band structure. Second, in this configuration, any
effect of ultrafast electronic transport mainly comes from lateral electronic motion.

Pfau et al. used time resolved magnetic small-angle X-ray scattering (SAXS) to study the
magnetic response to ultrafast laser excitation of a lateral maze domain pattern [76]. They
showed that the SAXS intensity decreases after exposure to laser excitation which reflects
the decrease of the average domain magnetization. What is more remarkable is the presence
of a shift in the momentum transfer showing similar dynamic to the loss of magnetization
on the femtosecond timescale (Fig. 1.7). In order to explain the spatial modification of the
maze structure following laser excitation, they proposed that spin-dependent transport of
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optically excited hot electrons across the domain walls strongly modifies the magnetization
profile of the domain walls, therefore changing the domain’s scattering form factor.

Using a similar system presenting a nanoscale magnetic domain network, Vodungbo et al.
did not observe any modification of the magnetic structure [77] . However, they showed that
the demagnetization is significantly faster compared to a uniformly magnetized system of
similar composition. Moreover, the characteristic demagnetization time has been shown to be
independent of the amplitude of magnetization quenching in contradiction with experimental
reports on similar systems uniformely magnetized [78]. To explain these results, they also
came to the conclusion that there is a direct spin angular momentum transfer between
neighboring domains.

In order to verify this explanation, we investigated the dynamics of similar samples for
different magnetic configurations [79]. By changing the applied magnetic field during the
experiment, we modified the magnetic domain structure going from a periodic system in
the absence of magnetic field to a fully saturated system at high magnetic field. In the
case of an intermediate magnetic field, one kind of domain was favored and these domains
expanded at the expense of the other. The presence of hot electron spin transport between
neighboring domains should result in the alteration of the demagnetization dynamics and in
a larger demagnetization amplitude. However, no contribution either to the characteristic
demagnetization time or to the demagnetization amplitude was observed. Therefore we
concluded that the demagnetization was mainly due to spin flip processes.

Although the spin-polarized transport of hot electrons plays a significant role on the
time scale of hot electrons thermalization, the huge experimental efforts provided so far have
shown that such mechanism alone cannot explain the whole complexity of laser induced
demagnetization.

1.1.2 Ultrafast magnetization dynamics induced by unpolarized
hot electrons

New interest in the role of hot electrons transport has emerged since Eschenlohr et al.
reported sub-picoseconds magnetization dynamics induced by optically generated hot elec-
trons [80]. The authors used IR laser pulses to excite an out of equilibrium distribution of
hot electrons in a Au(30nm) layer deposited on top of a Ni(15nm) layer. The Au capping
layer was supposed to absorb more than 90% of incident IR laser pulses and thus to avoid
direct laser excitation in the buried Ni layer. The subsequent magnetization dynamics of
the Ni layer, as well as the direct laser induced dynamics in a uncapped Ni thin film used as
reference, were monitored by time-resolved XMCD at the femtoslicing beamline at BESSYII
(Fig. 1.8). The laser fluences for the capped and uncapped samples were tuned in order
to ensure equivalent absorbed energy. The authors reported ultrafast quenching of the 3d
magnetic order in the Ni layer for both the direct and indirect IR laser excitation, with sim-
ilar demagnetization amplitudes and characteristic times. In the case of indirect excitation,
they have attributed the demagnetization to the excited hot electrons transport from the
Au layer towards the Ni layer. The slight delay revealed by the comparison of the direct and
indirect excitations was attributed to the time required for the hot electrons to cross the Au
layer before interacting with the Ni magnetization. Their scenario was corroborated by nu-
merical calculation based on the superdiffusive spin transport theory of hot electrons [59,81].
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Figure 1.8: (a) Time evolution of the magnetization of Ni reference sample (open symbols)
and Au/Ni sample (filled symbols) after excitation with a femtosecond laser pulse. (b)
Calculated time evolution of the average magnetization of the Ni film, in the Ni reference
layer and Au/Ni sample (adapted from Eschenlohr et al. [80]).

The authors concluded that the direct interaction of IR photons with the electronic bath
of the excited magnetic material is not the only source of ultrafast dynamics and those hot
electrons are as efficient as direct IR laser excitation to induce demagnetization. However,
the interpretations extracted from these exciting pioneer results were contested due to the
under estimation of transmitted light through the Au capping layer.

Later on, Eschenlohr’s conclusions were strengthened by Vodungbo et al. who per-
formed time-resolved resonant magnetic small-angle X-ray scattering, at the SXR instru-
ments (LCLS-Stanford), on two ferromagnetic (Co0.4nm/Pd0.2nm) x 30 multilayers (ML)
capped either with Al(3nm) or with Al(40nm) [82]. The former is referred as the uncapped
ML while the latter is referred as the capped ML. The authors made sure that the IR inten-
sity transmitted through the Al(40nm) capping layer was negligible. The uncapped Co/Pd
ML presented a conventional demagnetization upon direct laser excitation, similar to what
was previously measured in such samples [25, 77]. On the contrary, the capped Co/Pd ML
showed a delayed onset, a lower demagnetization amplitude, and a slower demagnetization
rate (Fig. 1.9). Following Eschenlohr’s claim [80], they attributed these features to the
hot electrons induced demagnetization in the capped ML. The discrepancies between both
studies [80], such as the slower demagnetization rate and the longer delay for the demag-
netization onset, were attributed to both the broadening of the electron distribution and
the thicker capping layer. Although in qualitative agreements in respect with the overall
scenario, Vodungbo et al. remained cautious regarding the mechanisms by which the hot
electrons triggered the demagnetization in the buried Co/Pd ML. They also pointed out that
the shorter hot electron lifetime in Al compared to Au could be responsible for the pulse
stretching. This work has definitely settled the controversy raised by Khorsand et al. [83]
concerning the hot electrons induced demagnetization but it has called for further investiga-
tions to reveal the transport regime of hot electrons and the microscopic mechanisms that
allow transferring angular momentum on the femtosecond timescale.

Salvatella et al. [84] published almost simultaneously investigations of hot-electrons in-
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Figure 1.9: (a) Resonant magnetic scattering pattern recorded at the Co L3 edge. The
pattern in inset was obtained with a single X-ray pulse. Averaging over about thousands shots
reveals scattering up to the fifth order (even orders are suppressed). (b) Normalized magnetic
scattering intensity as a function of the delay for capped (blue symbols) and uncapped (red
symbols) samples (adapted from [77]).

duced demagnetization performed by tuning the thickness of the non-magnetic capping layer.
In their work, the data acquisition was based on table-top time-resolved magneto-optical Kerr
effect (TR-MOKE) which is well suited for such systematic investigations. The authors have
investigated Al(d nm)/Ni(10nm) bi-layers. They showed that a 30 nm thick Al capping layer
is sufficient to avoid direct excitation of the ferromagnet. Above this threshold thickness,
hot electrons induced demagnetization became predominant. Their interpretation was sup-
ported by solving the heat diffusion equation within the electron gas, coupled to the lattice
diffusion equation and are in good agreement with Vodungbo et al. results [82].

1.1.3 Manipulation of spin with hot electrons : towards femtosec-
ond spintronics

This growing field of hot electron induced demagnetization opens the route towards fem-
tosecond spintronics using the spin transfer torque effect [85,86]. In the following, I present
recent studies that took advantage of hot electron transport not only to demagnetize a
magnetic film but also to manipulate its magnetization. Manipulation of magnetization by
ultrafast spin-transfer torque (STT) either by ballistic or diffusive hot electrons were reported
by different groups [87–89]. In these articles, femtosecond IR laser pulses were used in order
to generate spin-polarized hot electron pulses that propagate towards a ferromagnetic layer
whose magnetization dynamics was recorded by means of TR-MOKE. The authors used spin
valves structures in which the first ferromagnetic layer is used as a spin-polarizer while the
second magnetic layer is used as a detector (Fig. 1.10(a)). Since both experiments aimed at
revealing the spin-torque exerted by the spin-polarized hot electrons on the magnetization
of the detector layer, the two ferromagnetic layers possessed crossed magnetic anisotropies,
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Figure 1.10: (a) Structure used to investigate ultrafast STT. (b) Longitudinal MOKE mea-
surements for a 5 nm Cu spacing layer. The field is applied at 30 degres angle from the film
plane. (c) Time-resolved measurements of the out-of-plane component of the magnetiza-
tion for different magnetic configurations as depicted by the arrows on the right hand-side.
(Adapted from [89].).

one pointing in the sample plane while the second one being out-of-plane. This crossed con-
figuration enhanced the torque and avoided any threshold, inherent to parallel anisotropies
configuration [2].

In the experiment proposed by Schellekens et al. [89], the whole sample was fully excited
by the laser pulse, just as in previous experiments [65]. They reported two oscillation regimes
that are superimposed with the conventional laser induced demagnetization (Fig. 1.10(c)).
They presented a detailed investigation by varying the non-magnetic inter-layer and their
thicknesses, the amplitude of the magnetic field as well as the magnetic configurations of
both magnetic layers. Finally, they concluded that the precessional phase of the in-plane
magnetized layer was determined by the orientation of the out-of-plane magnetized layer,
which is fully consistent with an ultrafast laser-induced spin transfer torque. The second
contribution was assigned to a precession in the out-of-plane magnetized layer due to a laser
induced modification of the local anisotropy. Furthermore, they extracted the amount of
angular momentum transferred from the out-of-plane to the in-plane magnetized layer. A
maximum of only 2% of the spin participating in the demagnetization of the top out-of-plane
layer are absorbed in the bottom layer for a Cu spacing layer of 2 nm. This amount decreases
exponentially when the thickness increases due to the enhancement of spin flip scattering
with a spin transfer length of about 13 nm for Cu. This length is strongly reduced to 3 nm
in the case of Pt.

Choi et al. made use of the presence of temperature gradients within the sample thickness
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Figure 1.11: TRMOKE mea-
surements of spin accumu-
lation at the Cu surface of
Gd22Fe68.5Co9.5/Cu (red circles)
and Gd25Fe65.6Co9.4/Cu (blue
triangles) samples.(Adapted
from Choi et al. [90]).

to trigger a thermal spin transfer torque driven by the spin-dependent Seebeck effect in
metallic spin-vales with the structure Pt/FM1/Cu/FM2 [88]. FM1 was made of [Co/Pt] or
[Co/Ni] multilayers with perpendicular magnetic anisotropy (PMA) while FM2 was made
of CoFeB with in plane anisotropy. A transient heat current was created by exciting the 20
nm thick Pt layer with a laser pulse of 0.8 ps. This Pt thickness insures thermalization of
the hot electrons allowing for a pure diffusive description of the electronic transport. The
crossed magnetic configuration of magnetization was chosen to optimize the torque exerted
by the spin generated in FM1 and diffusing into FM2 through the Cu layer. They observed
a clear precession of the CoFeB magnetization due to STT. Moreover, they showed that the
precession phase depends on the composition of FM1 demonstrating that [Co/Pt] multilayers
have a positive spin-dependent Seebeck effect while [Co/Ni] multilayers have a negative one.

Later on, they investigated the spin generation in conduction bands of ferrimagnetic ma-
terials, i.e. TbFeCo and GdFeCo alloys, by measuring spin transport induced after laser
excitation into an adjacent Cu layer [90]. They observed that both sublattices composed
by the rare-earth element (Tb or Gd) and the transition metals (FeCo) generate spins in
the conduction band leading to a spin accumulation in the Cu layer. As plotted in figure
1.11, these two contributions are characterized by two different peaks, a positive peak at
≈ 0.5 ps and a negative peak at ≈ 3 ps. Considering that the spin generation rate is given
by gS = −dM/dt [87], they attributed the positive and negative spin accumulations to the
demagnetization of the FeCo and Gd sublattices, respectively. However, the remagnetiza-
tion of the transition metal also contributes to the negative peak. Nevertheless, a large
increase in the negative peak by almost a factor of 2 is observed when increasing the Gd
concentration by only 3%. When incorporating the GdFeCo layer into a spin valve structure
GdFeCo/Cu/CoFeB, they observed once again a precession of the CoFeB magnetization af-
ter laser pulse excitation. The phase of the precession was controlled by the spin current
generated by the Gd sublattice occuring on a longer timescale.

Razdolski et al. used a similar structure composed of two Fe layers separated by a thick
Au layer (55 nm) [91]. A subpicosecond spin current pulse is generated by exciting the top Fe
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Figure 1.12: (a) Time resolved MOKE measured in four different geometries depicted on
the right handside. (b) Fourier spectrum of some similar measurements (left panel). The
red line shows the calculated spin wave dispersion curve where DFe is the magnon stiffness
(right panel). Adapted from [91].

layer. The magnetization of both Fe layers were orthogonal in order to optimize the torque
exerted by the hot electrons entering the bottom Fe layer. This results in the excitation
of spin dynamics in the bottom Fe layer. Due to the very short penetration depth of spin-
polarized hot electrons into the Fe layer, confined high frequency perpendicular spin-waves
with non-zero k vectors are excited. From their measurements (Fig. 1.12), excitations up to
the mode n=4 were observed with a frequency as large as 0.56 THz. Therefore, hot electron
induced spin transfer torque is one of the most efficient mechanisms for exciting spin-waves
with high k vectors. The same group demonstrated that the generation of ultrashort spin
current pulses in this sample was related to the existence of a nonthermal spin-dependent
Seebeck effect [58]. They give clear evidence of ballistic transport of spin-polarized electrons
in the Au layer. Using a sample structure similar to the one presented in figure 1.10(a), and
varying the number of repetitions of the [Co/Ni] multilayer, Lalieu et al. showed that the
efficiency of STT does not depends on the number of repetition of [Co/Ni] bilayers [92]. In
other words, the amount of angular momentum absorbed in the Co layer is similar to the one
lost in the [Co/Ni]. This raises question about the mechanism involved in the optical-STT
and more specially on the generation of spin current by utrashort laser pulse excitations.

1.2 Laser induced all-optical switching
In 2007, Stanciu et al. reported a remarkable discovery; the possibility to reverse the

magnetic state of a thin GdFeCo ferrimagnetic layer using a single 40 femtosecond circularly
polarized laser pulse [32]. This discovery opened up a new path toward the manipulation
of magnetization using light. After 15 years of experiments and theoretical studies, tremen-
dous progress have been obtained regarding our understanding of this phenomenon. In the
following, I will present the most relevant results.
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Figure 1.13: (a) Magneto-optical image of the initial magnetic state of the sample before
laser exposure. Bright and dark areas correspond to up (M+) and down (M-) magnetic
domains, respectively. (b) Domain pattern obtained by sweeping at low speed 30 µm/s
linear (L), right-handed (σ+), and left- handed (σ-) circularly polarized beams across the
surface of the sample, with a laser fluence of about 11.4 mJ/cm2. The central area of the
remaining spots at the end of each scan line consists of small magnetic domains, where the
ratio of up to down magnetic domains is close to 1. Adapted from [32].

1.2.1 The peculiar case of GdFeCo ferrimagnetic alloys

1.2.2 Multiple and single pulse induced helicity dependent switch-
ing

In their first reported work, the group of Nijmegen demonstrated that the magnetization
of a 30 nm thick Gd22Fe74.6Co3.4 alloy with perpendicular magnetic anisotropy could be
reversed but the direction of the reversed magnetization was imposed by the light helicity.
As depicted in figure 1.13 (a), they performed the experiment by placing a sample under
a polarizing microscope, where magnetic domains with opposite direction can be visualize
as dark and bright regions. A laser beam was then swept on the sample using 40 fs laser
pulses at a repetition rate of 1 kHz for different light polarization. Figure 1.13 (b) shows that
σ+ (resp. σ−) pulses switch the magnetization in the dark (resp. bright) domain, without
affecting the magnetization of other domain. This reversal with circularly polarized light
is called all-optical helicity-dependent switching (AO-HDS). The region exposed to linearly
polarized light shows a multidomain state with domains randomly oriented up or down.
They also showed that exposing the sample to excitation at a 1 kHz rate, the effect of the
helicity only appears in a ring area while the center of the region exposed to the gaussian
laser beam revealed a demagnetized or multidomain state. Finally, they demonstrated the
possibility to reverse the magnetization using a single circularly polarized pulse of 40 fs.

1.2.3 Single pulse induced helicity independent switching
In 2011, Radu et al. used the newly available technique of femtoslicing at the syn-

chrotron BESSY to measure the magnetization dynamics of both Gd and Fe sublattices
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Figure 1.14: (a) and (b) Transient dynamics of the Fe (open circles) and Gd (filled cir-
cles) magnetic moments measured within the first 3 ps or 12 ps. The measurements were
performed at a sample temperature of 83 K for an incident laser fluence of 4.4 mJ cm2. Ex-
perimental time resolution of 100 fs is depicted by the solid Gaussian profile. The solid lines
are fits according to a double exponential fit function. The dashed line in both panels depicts
the magnetization of the Fe sublattice taken with the opposite sign. Adapted from [27].

using element-specific time resolved Xray magnetic circular dichroism (TR-XMCD) [27]. In
this ferrimagnetic alloy, the magnetization of both rare earth (Gd) and transition metals (Fe
and Co) sublattices are antiferromagnetically exchange coupled. The time evolution of the
XMCD signal measured at the Fe L3 and the Gd M5 absorption edges are depicted in figure
1.14. In this experiment, they only used linearly polarized light. A clear difference between
both sublattices is observed with the Fe demagnetizing much faster than the Gd. The most
astonishing fact is the presence of a transient ferromagnetic like state with the reversal of
the Fe net magnetization within 300 fs while the Gd switches much later at 1.5 ps. This
finally ends up in the reversal of the net magnetization of the alloy proving the possibility to
all-optical helicity-independent switching (AO-HIS). These measurements were performed at
a temperature at which the magnetization is strongly dominated by the Gd sublattice. One
may expect Gd to reverse first when the magnetization is (sufficiently) dominated by FeCo
as predicted theoretically. However, this has not been experimentally demonstrated yet.

The effect of AO-HIS was then confirmed by Ostler et al. [38]. In their experiments, they
used a single laser pulse with a duration of 100 fs and a photon energy of 1.55 eV (800 nm) to
excite a Gd24Fe66.5Co9.5 alloy thin film at room temperature. The magneto-optical images
taken after consecutive laser pulses undoubtedly show deterministic toggle magnetization
switching. The absence of dependence on the light polarization attests that ultrafast heating
delivered by the laser pulse excitation is sufficient to trigger the magnetization reversal.
Furthermore, Khorsand et al. demonstrated that the light polarization only modifies the
threshold fluences required to switch the magnetization due to the existence of magnetic
circular dichroism which alters the absorption of light within a magnetic media [93].

Since then, AO-HIS has not only been observed in different ferrimagnetic alloys based on
rare earth elements like GdCo [94], GdTbCo [95, 96] but also in half-metallic ferrimagnetic
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Figure 1.15: Magneto-optical images obtained after exposing a Gd24Fe66.5Co9.5 alloy thin
film to 5 consecutive laser pulses with a fluence of 2.3 mJ/cm2 for both initial magnetization
orientation. Adapted from [38].

Heusler alloys Mn2RuxGa [97]. Furthermore, it was also reported in synthetic ferrimagnetic
multilayers such as Co/Gd [98–100] and more surprisingly in Tb/Co multilayers [101,102].

In order to unravel the microscopic mechanisms and improve the understanding of AO-
HIS, different experimental and theoretical studies have been carried out to investigate the
influence of the GdFeCo alloy composition [103–107], the laser pulse duration [104–106,108]
as well as the excitation energy [105,106,108,109].

The pulse duration is one of the critical parameters in the observation of AO-HIS. Initially,
short pulses of the 100 fs were used but the possibility to reverse the magnetization with
longer pulses was first demonstrated by Steil et al. [108]. In their experiments, AO-HIS was
achieved using a 13 ps long pulse allowing them to conclude that no strong out-of-equilibrium
between the electronic and the lattice is required to achieve magnetization switching. A
similar conclusion was obtained the same year by the Nijmegen group [104]. Gorchon et al.
confirmed that AO-HIS could be observed for pulses of more than 10 ps. They reach the
same conclusion that the peak in the electronic temperature and the lattice temperature
are not major parameters [105]. Furthermore, they demonstrated that the pulse duration
threshold above which multidomain starts appearing varies from about 1 ps for Gd24FeCo
to about 15 ps for Gd27FeCo. Davies et al. observed a similar trend with an increase of the
pulsed duration threshold when increasing the Gd content [106].

The influence of the excitation energy was also investigated. Steil et al. varied the central
wavelength of the laser excitation between 400 and 780 nm [108]. AO-HIS was observed for
each wavelength with no clear evolution in the fluence threshold, raising some doubts on the
inverse Faraday effect as the origin of the magnetization reversal. More recently, Davies et
al. showed that AO-HIS could be observed for photon energy varying between 70 meV up to
1.55 eV [106]. These results confirm that a relatively small heating of the electronic system
in GdFeCo is sufficient to achieve the required nonequilibrium state to reach magnetization
switching.

A significant result, both from a fundamental and applied point of view was obtained
by Yang et al. [109]. Using an Auston switch to generate individual ∼ 9 ps electrical pulses
with a peak current density of ∼ 7×108 A/cm2, they demonstrated deterministic repeatable
magnetization switching of GdFeCo. They estimated the energy required to switch a cell of
20 nm2, which is typical for memory devices, to be ∼ 4fJ , corresponding to a peak current of
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3 mA. Therefore, picosecond electrical switching of magnetization could be as efficient as spin
transfer torque or spin orbit torque based devices but more than an order of magnitude faster.
Moreover, current complementary metal oxide semiconductor (CMOS) transistor nodes can
generate such picosecond electrical pulses, opening the way of integrating ultrafast electrical
switching in spintronics devices [110]. For more information about the recent advances in the
futur integration of combined spintronics and ultrafast magnetism, we refer the interested
reader to the review written by El-Ghazaly and collaborators [111].

Finally, the frequency at which AO-HIS can be used is of paramount importance regarding
its applicability to high speed data processing. A first attempt to quantify this value was
performed by Wang et al. [112]. Using 40 fs excitation pulse width, they showed that, even
though writing is completed after 100 ps in GdFeCo, a reliable rewriting by a subsequent shot
requires a delay of 300 ps between both pulses. This delay was attributed to the time required
for the magnetic layer to cool down. By using optimized substrates to optimize the cooling
rate, Steinbach et al. were able to strongly increase the writing frequency in GdCo alloys
[113]. They also showed that the intrinsic switching dynamics of the ferrimagnetic materials
sets a lower limit for the highest achievable repetition rates. A reliable re-switching for a
pulse-to-pulse separation of 7 ps was obtained in the case of GdCo, which pushes write/erase
cycles of magnetic bits towards the THz frequencies. Similar results were obtained by van
Hees et al. [114]. Similarly, Banerjee et al. demonstrated that reswitching in Mn2RuxGa
could be obtained for delay time between two pulses of ∼ 10 ps [97].

Finally, non-local spin current can also affect the effciciency of AO-HIS. This was demon-
strated by van Hees et al. who showed that the spin current generated by the demagnetiza-
tion of a Co/Ni multilayers can either help or hinder the reversal of a Co/Gd bilayer [115].
This breaking in the symmetry allows for deterministic magnetization writing therefore over-
coming the restriction of toggle switching.

Theoretical approaches to AO-HIS

Two important ingredients seem to be mandatory for the observation of AO-HIS. Actu-
ally, all the systems showing AO-HIS of magnetization exhibit an antiferromagnetic coupling
between different magnetic sublattices. Moreover, both sublattices exhibit their own dynam-
ics as reported by Radu et al. in the case of GdFeCo alloys [27] and by Bonfiglio et al. in
the case of Mn2RuxGa [116]. This particularity is fundamental for AO-HIS to happen since
it prevents the loss of memory of the initial magnetic state allowing for a deterministic
switching to take place. Bergeard et al. demonstrated that the total angular momentum
in a GdCo alloy is conserved over a picosecond while it starts being transferred to another
degree of freedom (i.e. the lattice) after 150 fs in CoTb [28]. From these results, we could
thus conclude that during the first picosecond, there is an exchange of angular momentum
between the Gd and the Fe (and Co) sublattices which allows for the appearance of the tran-
sient ferromagnetic like state [27]. This mechanism was previously proposed by Medapali et
al. arguing that a direct transfer of angular momentum occurs between the TM to the RE
sublattices when the temperature of the sample is below the temperature of magnetic com-
pensation (Tcomp) [117]. It was also proposed by Graves et al. who discussed the possibility
to have a non-local transfer between chemicaly different areas in GdFeCo thin films [118].
However, Hennecke et al. demonstrated experimentally in the case of GdFeCo that there is
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no transfer of angular momentum between the Fe and Gd sublattices [119]. Therefore, the
loss of angular momentum can only be explained by a complete transfer to the lattice during
the first hundreds of femtosecond of the demagnetization process, in opposition to what was
observed by Bergeard et al. in GdCo alloys [28].

Different theoretical approaches have been successfully used to account for AO-HIS.
Mentink et al. treated the multi-sublattice switching mode in a phenomenological theoret-
ical framework in which they distinguish relaxation of spin-orbit and exchange origin [120].
Longitudinal relaxation originating from the exchange term is the key ingredient in their
model since it is only present in magnetic materials with more than one sublattice. They
showed that for T � Tcomp, when relativistic relaxation mechanisms dominate, both sublat-
tices have distinct dynamics in spite of their strong exchange coupling which follows a Bloch
relaxation with a relaxation time τi = µi/(2αiγkBT ), where µ is the atomic magnetic mo-
ment, α is a microscopic parameter determining the loss of angular momentum to the lattice
via all possible mechanisms (i.e. Gilbert damping) and γ is the gyromagnetic ratio. When
T < Tcomp, the exchange dominates allowing for transfer of angular momentum between the
different sublattices, leading therefore to the reversal of one magnetic sublattice spin when
it approaches zero.

Atxitia et al. derived the Landau-Lifshitz-Bloch (LLB) equation for a two-component
magnetic system [121]. In their macroscopic approach, each sublattice is represented by a
macrospin varying in length and direction. A mean field approximation is used to derive a
macroscopic equation of motion for each sublattice. By complementing their calculations by
large scale many-body computer simulations based on the stochastic Landau-Lifshitz-Gilbert
(LLG) equation of motion for an atomistic spin model [103], they showed that the distinct
element specific demagnetization rate is related to the shape of the equilibrium magnetization
curve as function of temperature, suggesting that a strong temperature dependence of the
net magnetization is necessary [122].

Schellekens et al. developped a microscopic model for ultrafast magnetization dynamics
in multisublattice magnets [123]. Their approach originates from the microscopic 3 tem-
peratures model (M3TM) [53] which describes three interacting subsystems of (spinless)
electrons, phonons, and S = 1/2 spin excitations. They extended the model to S = N/2,
introduced more than one spin system and added exchange scattering allowing for angu-
lar momentum to be transferred between the two magnetic sublattices when an interband
electron-electron scattering event occurs. By simulating a fictitious ferrimagnet, they could
reproduce the transient ferromagnetic like state as well as the reversal of the magnetization
within few picosecond following the laser excitation. Once again, opening the chanel for
transfer of angular momentum between both sublattices seems to be the key ingredient.

Different models have been further developed to directly take into account the exchange
of angular momentum between the conduction electrons and localized spins [124–126]. In
these models, they either described both magnetic sublattices as originating from local-
ized spins which are exchange coupled to conduction electrons [125, 126] or they considered
localized spins antiferromagnetically coupled to an itinerant carrier system with a Stoner
gap [124]. Anyway, the exchange scattering is directly mediated by the conduction elec-
trons. These models allowed for reproducing the transient ferromagnetic like state as well
as the magnetization reversal as observed in the case of GdFeCo.

Gorchon et al. proposed a very elegant three-step scenario in which the magnetization
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switching can occur without reaching the Curie temeprature of the sample [105]. First,
the heat has to be preferentially absorbed by one sublattice, Fe in the present alloy, as
suggested by Wienholdt et al. [127]. Then, Fe and Gd sublattices exchange energy and
angular mometum. Because of the semiadiabatic nature of the process, the temporary
equilibrium state will become ferromagnetic to maximize the entropy of the system. In the
last step, the Gd magnetization reverses to satisfy the antiferromagnetic coupling with the
dominating Fe magnetization.

Recently, Davies et al. demonstrated that the exact composition of the ferrimagnetic
alloys affects the kinetic reversal of the magnetization [106]. Their model showed that, even
for slow heating of the system with no sharp elevation of the electronic temperature, reversal
can be obtained by exchange between both sublattices as long as one of them carries more
angular momentum than the other and that the spin-mattice relaxation time is slower than
the timescale of the intersublattice exchange relaxation.

1.2.4 Helicity dependent switching in magnetic materials
GdFeCo was for a long time the only material exhibiting AOS. However, since 2012 and

the work of Alebrand et al., it was shown that AO-HDS is a much more general phenomenon
[33]. In this section, I will review some of the works reported in the litterature showing that
it can be observed in a large variety of materials.

Ferrimagnetic alloys ans synthetic ferrimagnetic structures

Alebrand et al. were the first to report AO-HDS in a high perpendicular anisotropy
TbxCo1−x ferrimagnetic alloy [33]. The possibility of switching the magnetization using
circularly polarized laser pulses was examined by sweeping a laser beam on the sample
surface using 400 fs and 10 ps long pulses. They showed that AO-HDS could only be
observed when the compensation temperature of the alloy was between room temperature
and the Curie temperature.

Similar results were obtained one year later by Hassdenteufel et al. who studied TbxFe1−x
alloys [34]. They found that AO-HDS occurs in a Tb concentration range of 22% < x < 34%.
For x < 25%, the compensation temperature remains below room temperature invalidating
it as a critical parameter for AO-HIS. They later argued instead that the remanent magne-
tization is the relevant parameter [128].

The list of materials exhibiting AO-HDS was vastly extended by the work of Mangin2 et
al. [35] . In their work, they studied a large variety of RE-TM alloys and multilayers with
RE = Gd, Tb, Dy and Ho and TM = Fe, Co or FeCo alloy as well as RE-free synthetic
ferrimagnets. They have explored the response in more than 400 separate samples that
span a range of fundamental magnetic properties such as spin–orbit coupling, exchange
coupling, magnetization and magnetocrystalline anisotropy. AO-HDS was observed in four
different magnetic alloys GdxFeCo1−x, TbxCo1−x, DyxCo1−x, and HoxFeCo1−x. However,
only HoFeCo alloy exhibits AO-HDS while its compensation temperature is above room
temperature.

2Even though I am among the authors, this work was performed before I joined the group in Nancy.
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Figure 1.16: Response to optical excitation for RE–TM alloys (GdxFeCo1−x, TbxCo1−x,
DyxCo1−x, HoxFeCo1−x ) and two types of RE–TM multilayer ([Tb/Co] and [Ho/CoFe]) as
a function of the RE concentration (different x). Red dots indicate thermal demagnetization
and green stars AO–HDS. All of these alloys show perpendicular anisotropy except the two
GdFeCo alloys marked as IP (for in-plane anisotropy). The shaded regions correspond to
alloy compositions for which Tcomp is below room temperature. For the multilayers the RE
layer thicknesses varied from 0.3 to 0.5 nm and the TM layers varied from 0.25 to 1.0 nm.
Image and caption from [35].

They then extended their studies to RE-TM multilayers in which they varied the relative
thicknesses of both Re and TM as well as the number of repetition on the RE/TM bilayer.
They concluded that AO-HDS can be observed only when the compensation temperature of
the multilayer was above room temperature.

Finally and more surprisingly, AO-HDS was demonstrated in RE free synthetic ferrimag-
netic heterostructures exhibiting magnetic properties similar to the one of RE-TM alloys
and multilayers. Indeed, they exhibit perpendicular anisotropy and two distinct and antifer-
romagnetically coupled sublattices. Moreover, the structures composed of Ta(4 nm)/Pd(3
nm)/[Co(1 nm)/Ir/Co(0.4 nm)/Ni(0.6 nm)/Pt(0.3 nm)/Co(0.4 nm)/Ir]5/Pd(3 nm) was en-
gineered in order for both Co(1 nm) and Co(0.4 nm)/Ni(0.6 nm)/Pt(0.3 nm)/Co(0.4 nm)
layers to have different Curie temperature and therefore different evolution of the magneti-
zation with temperature in order to exhibit a compensation temperature near or above room
tempereature.

Similar results were obtained by Schubert et al. who used artificial zero moment magnets
consisting of two ferrimagnetic layers designed to yield a zero magnetic remanent net mag-
netization at room temperature [37]. Both layers are made of Tb36Fe64 and Tb19Fe81 which
are Tb and Co dominated respectively. When used indpendently, they both showed thermal
demagnetization under femtosecond circularly polarized laser pulse excitations. However,
the studies of a bilayer Tb36Fe64/Tb19Fe81 resulted in the demonstration of HI-AOS, proving
once again that low remanence is a criterion for its observation.

Ferromagnetic materials

The results of Lambert et al. provoked a substantial interest due to the crucial demon-
stration that AO-HDS can also be observed in ferromagnetic materials [36].

They investigated the AO-HDS ability in different magnetic multilayers with PMA in-
cluding, Co/Pt, Co/Pd, CoNi/Pd and Co/Ni multilayers. Figure 1.17 shows the magneto-
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Figure 1.17: Magneto-optical
response in zero applied mag-
netic field of [Co(0.4 nm)/Pt(0.7
nm)]N multilayer samples to
various laser polarizations. (A)
N = 8 repeats. (B) N =5 re-
peats. (C and D) N =3 repeats.
For each image, the laser is cir-
cularly polarized (σ+ or σ–) or
linear polarized (L). For (A) to
(C), the laser beam was swept
over a region of the sample while
in (D), the laser was fixed at in-
dividual spots over a region of
the sample with uniform mag-
netization. Image and caption
from [36].

optical response of [Co(0.4 nm)/Pt(0.7 nm)]N multilayer samples after being excited by a
100 fs laser pulse with three different laser polarizations. The laser is scanned across a region
of the films having both magnetization directions.

For N=8 and 5, a clear thermal demagnetization is observed independently of the light
polarization. However, decreasing the number of repetition leads to an increase of the mag-
netic domains within the excited areas. This is due to the reduction of the field thickness
causing a diminution of the dipolar energy. For N=3, a clear AO-HDS is observed as de-
picted in figure 1.17 (C). The multiple domains created with the linear polarization are much
larger, in agreement with a small dipolar energy gain due to domain formation. Further-
more, the effect of the helicity can also be observed when the beam is kept at a fixed position
(Figure 1.17 (D)). However, the effect of the helicity appears only in a ring surrounding a
demagnetized area. A complete reversal of the excited area could be obtained by decreasing
the excitation energy. Similar results were obtained for the other multilayers. However,
they did not study the possibility to reverse the magnetization using a single femtosecond
laser pulse, making therefore impossible any interpretation on the microscopic mechanism
governing AO-HDS.

Finally, they explored the response of high anisotropy granular FePt media to the exci-
tation of femtosecond laser beam with the presence of applied magnetic fields. These are
considered as most promising candidates in heat assisted magneto-recording (HAMR) to
replace the actual systems and achieve higher storage densities. Figure 1.18 shows both the
sweeping and static experiments performed on FePtAgC granular film. Starting from a ran-
domly magnetized state with equal numbers of up and down magnetic domains, a clear net
magnetization was achieved whose orientation depends on the laser polarization used during
the sweeping (figure 1.18(a)). However, a saturation of only 10−20% of the saturation mag-
netization was achieved. The lack of saturation can arise from at least two effects. The first
is that AO-HDS is only affecting a subset of the grains. The second, and more likely, is that
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Figure 1.18: Magneto–optical response in zero applied magnetic field of a 15 nm FePtAgC
granular film sample starting with an initially demagnetized sample. (A) Line scans for
σ+, σ- , and linear polarized light (L). The laser beam was swept over the sample, and the
magnetization pattern was subsequently imaged. (B) Images of magnetic domains written
by keeping the laser spot at a fixed position on the sample. The laser was either σ+ polarized
(left column) or σ- polarized (right column). The laser power was 677 nW. Image and caption
from [36].

the magnetic grains are highly thermally activated. No effect was observed in the case of lin-
early polarized light. Static exposure also revealed the presence of AO-HDS (figure 1.18(b)).
Similarly to what was observed in Co/Pt multilayers, the helicity dependence occurs only
in a ring corresponding to the optimum laser intensity. Furthermore, they quantified the
role of the thermal activation on AO-HDS, by applying an external magnetic field while the
sample is excited by the polarized light. They demonstrated that a modest applied field of
70 mT (to be compared with the 7T coercive field) is sufficient to suppress the effects of
the helicity, indicating that the laser is heating the sample near the Curie temperature TC .
It should be noted that all the results presented in this section were obtained for a large
number of laser pulses, shedding light on the cumulative nature of AO-HDS.

Possible mechanisms for AO-HDS

The mechansims underlying the phenomenon AO-HDS are still heavily debated and,
up to this date, there is no clear consensus. Several candidates have been proposed in
the literature to account for the required symmetry breaking that ultimately leads to the
magnetization reversal3.

The first one is only a thermal effect, namely the magnetic circular dichroism which
results from the difference in light absorption in magnetic media as function of the light
polarization. It was successfully used to reproduced AO-HDS in granular media [130,131].

The second one is the so-called inverse Faraday effect. The Faraday effect discovered
in 1845, results from the circular birefringence, which is the optical property of a material

3I choose to limit the description of the different mechanisms that could explain the HD-AOS to essential.
The interested readers are referred to the recent review of Scheid et al. [129].
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having different refractive indices for left- and right-circularly polarized light resulting in
different propagation velocities and therefore a phase shift between both circularly polarized
light called the Faraday rotation. A reciprocal effect was proposed by Pitaevskii in 1961 for
non-dissipative media and called the inverse Faraday effect (IFE) [132]. Even though this
theory was developed for transparent media, it has been widely used to explain the AO-HDS
even in dissipative and magnetic materials, notably by the addition of an "optomagnetic field"
in micromagnetic simulations [93, 104, 131, 133]. However, these studies tend to show that
the IFE might not be suitable to explain AO-HDS, because the effect of the excitation has
to be longer than the laser pulse affecting the magnetization dynamics. Moreover, it is not
clear whether the IFE should be considered as an effective field acting on the magnetization
or as an induced magnetization as in the work of Pitaevskii [81, 132,134].

Finally, magnetization induced during light absorption (MILA) has been proposed by
Scheid et al. [135]. They used density functional theory to quantitatively compute the
effect of light absorption in ferromagnetic materials and show that, in the presence of spin-
orbit coupling, optically induced transitions do not conserve the magnetization and that
a systematic induced demagnetization, whose magnitude depends on both the helicity of
the light and the direction of the magnetization, is obtained. This mechanism due to the
absorption of light, depends on the magnetic state of each atom, and therefore cannot be
described by an effective optomagnetic field. Furthermore, contrary to the IFE, the induced
magnetization remains long after the laser pulse.
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Chapter 2

Hot-electron induced ultrafast
magnetization dynamics

During the last 25 years, transport and relaxation mechanisms of photogenerated carriers
in metals have been extensively studied [64, 136]. However, the ability to generate and use
laser induced polarized or unpolarized hot electron flow to manipulate the magnetic state
of a nanometer thin layer is much more recent. In this chapter, I will present some of the
work we have been doing related to this thematic since I joined the Institut Jean Lamour. I
will start by focusing on ultrafast spin dynamics induced by unpolarized hot electrons before
addressing the case of polarized hot electrons.

2.1 Ultrafast spin dynamics induced by unpolarized
hot electrons

2.1.1 Hot electrons induced ultrafast demagnetization in Co/Pt
multilayers

In 2016, following the work of Eschenlohr et al. [80] presented in 1.1.2, we decided to
investigate the ultrafast demagnetization induced by hot electrons. Our aim was to settle the
the controversy concerning the efficiency of ultrafast magnetization induced by hot electrons.
This work was performed during Nicolas Bergeard postdoctoral fellowship [137].

The investigated samples consisting of Glass/Ta(3)/Pt(3)/[Co(0.6)/Pt(1.1)]2/Co(0.6)/Cu(d)/Pt(3)
(numbers in bracket correspond to nm) were grown by DC magnetron sputtering, with d the
Cu thickness varying from 0 to 300 nm 2.1 (a). Cu was chosen since it has one of the high-
est hot electrons lifetime [136]. TR-MOKE experiments were realized using a pump-probe
technique. The pump consists of 800 nm laser pulses, corresponding to a photon energy
of 1.55 eV, with a 35 fs duration. The probe is frequency doubled to 400 nm. The laser
repetition rate is 5 kHz. Both beams hit the sample at almost normal incidence and they are
focused down to 300 µm and 60 µm for the pump and the probe respectively. Measurements
were performed for both directions of the magnetization by pumping the sample from the
top Pt/Cu face, while probing the magneto-optical Kerr effect through the glass substrate.
In order to accurately determine the zero time delay, samples were patterned to have areas
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Figure 2.1: (a) Schematic representation of the multilayer structure. (b) Time evolution
of the magneto-optical signal measurements for different Cu thicknesses. The laser power
was adjusted to keep the maximum demagnetization constant for all samples, allowing for
a normalization of the signal. (c) Cu thickness dependence of the induced time delay in the
onset of demagnetization ∆t0 = t0(d)− t0(d = 0). The full line is a linear fit to the data.

with and without the Cu layer.
In order to quantitatively separate direct photon excitation from the one due to hot

electron transport, we carefully measured the optical transmission in samples consisting of
Glass/Ta(3)/Cu(d)/Pt(3) (units in nm) and we compared them to calculations based on
absorption profiles [83]. Furthermore, absorption profiles were calculated for the full stack
containing the [Co/Pt] multilayer. Because of the high absorption of Pt compared to Cu,
the majority of the light is absorbed in the top Pt layer. Since its thickness is smaller
than the hot electrons relaxation length at this energy, hot electrons generated in Pt can
propagate to the Cu layer without experiencing significant scattering. As the Cu thickness
increases, direct laser excitation of the Co/Pt multilayers is strongly reduced, since photon
transmission decreases exponentially with the Cu thickness. The absorption in the Co/Pt
multilayers is reduced by a factor of 100 for 60 nm of Cu, while hot electrons can pass such
a layer almost without any loss.

Figure 2.1 (b) shows the evolution of the transient Kerr rotation as function of the Cu
thickness. We extracted the modification of the delay time in the onset of demagnetization
∆t0(d) = t0(d) − t0(d = 0) where t0(d) is measured at 10% of the total signal, as function
of the Cu thickness(Figure 2.1 (c)). A linear evolution of the delay time in the onset of
demagnetization with the Cu thickness is observed from 0 up to 300 nm of Cu. The slope
corresponds to a constant velocity of 0.68× 106 ± 0.05× 106 m/s assuming ballistic trajec-
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Figure 2.2: (a) Experimental and (b) simulated variation of the maximum induced Kerr
rotation as function of the Cu thickness for different laser power.

tory perpendicular to the Cu layer. Such a linear variation and high velocity can only be
attributed to hot electron transport. We first attributed this linear dependence to a proof of
ballistic electron transport, as it was initially suggested by Brorson et al. [60]. However, in
a collaborating study with the group of Mathias Bargheer, it was clearly demonstrated that
the presence of a linear space-time relationship in the experimental data is not sufficient to
identify a ballistic transport mechanism [138].

In order to study the decay of demagnetization efficiency more quantitatively, we ex-
tracted the maximum demagnetization at fixed laser power as a function of Cu spacer thick-
ness, whereby clearly distinct regimes can be found in figure 2.2 (a). A separation between
demagnetization due to direct photon excitation and hot electron excitation can be observed
which occurs around 60 nm of Cu. For Cu layers thinner than 60 nm, the decay is rather
fast corresponding to an exponential reduction of the contribution to the induced demagne-
tization of the direct photon absorption in the Cu layer. Above this thickness, we enter the
second regime which could also be characterized by an exponential decay but with a much
longer characteristic length of 150− 200 nm. In that case, demagnetization is only induced
by hot electrons. Above 180 nm, a stronger attenuation seems to occur but the reason of this
effect remains unclear and requires more experiments which is beyond the scope of this work.
Moreover, the distinction between the direct photon and hot electron excitations vanishes
when the laser power increases. In that case, the direct absorption becomes sufficient to
induce a large demagnetization even for a thicker Cu layer.

To investigate in more details the role of hot electrons in the ultrafast demagnetiza-
tion process, we collaborated with the group of Bert Koopmans from the Eindhoven Uni-
versity of Technology to implement hot electron ballistic transport within the Microscopic
3-temperatures model (M3TM) [53]. This model which was successfully used to reproduce
laser induced magnetization dynamics for a wide range of ferromagnets, simulates transfer of
angular momentum between the spin and the lattice based on Elliot-Yafet type of scattering
with a probability asf that an electron flips its spin when absorbing or emitting a phonon
(see reference [53] for more details). The time evolution of the electron and phonon temper-
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atures and of the magnetization is derived using a set of coupled differential equations given
by:

Ce[Te](z)dTe(z)
dt

= gep(Tp(z)− Te(z)) + P (z, t),

Cp
dTp(z)
dt

= gep(Te(z)− Tp(z)), (2.1)

dm(z)
dt

= Rm(z)Tp(z)
TC

(
1−m(z) coth

(
m(z)TC
Te(z)

))
,

where TC is the Curie temperature of the ferromagnetic layer. Te and Tp are the electron
and phonon temperatures respectively, and P (z, t) represents the source of excitation as
discussed below. Furthermore, R = (8asfgepT 2

C)/(kBT 2
DDS) represents a prefactor controlling

the demagnetization rate with kB the Boltzmann constant, TD the Debye temperature and
DS the atomic magnetic moment divided by µB. The coupling constant between the electron
and phonon subsystem is given by gep = (3πD2

FDPk
2
BTDλ

2
ep)/(2h̄) with DF the density of

states at the Fermi level, DP the number of oscillators per atomic site and λep the electron-
phonon coupling constant.

Transfer matrix calculations were performed to calculate the laser absorption profile for
relevant Cu spacer thicknesses (see supplementary information). All absorption in the buried
Co/Pt layer ACoPt(t) is treated as a direct heating source Pdir(t), with a Gaussian temporal
profile exp(−(t/tp)2), where tp is determined by the laser pulse length. All absorption in the
top Pt and Cu, APt(t) and ACu(t) respectively, is assumed to be transferred to hot electrons.
For sake of simplicity, and because of the short optical penetration depth, we approximate
all hot electrons to be generated at t = 0 in a slab with infinitesimal thickness at the Pt/Cu
interface. Hot electrons are assumed to travel ballistically at speed v0, and with an isotropic
orientational distribution, through the Cu of thickness d. Therefore, scattering that would
widen the arrival time distribution is not taken into account. For this situation it is straight-
forward to derive the arrival time distribution at the Cu-Co/Pt interface. Furthermore we
introduce a hot electron life time τhe (related to the hot electron attenuation length via
λhe = vhe/τhe), and an efficiency F to transfer the energy flux at the interface into heating
of the Co/Pt electronic system, which is treated as an indirect heating source term Pind(t)
in Eq. (1). Thus we find:

P (t) = Pdir(t) + Pind(t) (2.2)

Pind(t) = F (APt + ACu)(1−
d/vhe
t2

)exp(−t/τhe), if t < d/vhe, and 0 else (2.3)

In order to simulate the maximum demagnetization as a function of the power and the
Cu thickness, we used a characteristic hot electron decay length of 200 nm, a hot electron
velocity of 1 × 106 m/s and an efficiency parameter F of 0.8. The calculated evolution
of the maximum demagnetization as a function of the Cu layer agrees very well with the
experimental results (Figure 2.2 (b)). These results shed light on some of the questions that
are still unanswered about ultrafast demagnetization. The first conclusion we can extract
without ambiguity from this work is that the laser field is not a compulsory element to induce



37 Hot-electron induced ultrafast magnetization dynamics

Figure 2.3: (a) Transient Kerr rotation measured in the pump-front/probe-back configura-
tion upon hot-electron excitation as a function of the delay for different thicknesses of the Pt
top layer. (b) Hot-electron-induced maximum demagnetization amplitude (q) as a function
of the thickness of the Pt top layer.

ultrafast demagnetization [45,46,139]. Moreover, in order to induce demagnetization of the
buried Co/Pt multilayer, the hot electron energy has to be transferred into the magnetic
system. The generated unpolarized hot electrons in the Pt/Cu layers only act as a heating
source, subsequently increasing the electron temperature by electron-electron interaction
within the magnetic layer. We find very good agreement with experiments employing such
a scenario and assuming a demagnetization process based on Elliot-Yafet mediated spin flip
scattering, whereas in Eschenlohr’s work [80], the hot electron induced demagnetization was
claimed to be due to hot electron transport in the ferromagnetic layer itself. Despite the
proven finite role of hot electron transport on ultrafast demagnetization, present consensus is
that such demagnetization processes are predominantly driven by local dissipation of angular
momentum [67].

In a subsequent study, we monitored the relative amplitude of the demagnetization in-
duced by hot electrons in [Co/Pt] multilayers for different capping layers and a Cu thikcness
of 100 nm [140]. We first showed that a Pt layer is more efficient than [Co/Pt]X , Cu, or MgO
layers in converting infrared (800 nm) photon pulses into hot-electron pulses at a given laser
power. We then considered the influence of the Pt thickness on the maximum demagnetiza-
tion of the [Co/Pt] multilayer. Figure 2.3 show the transient Kerr rotation upon hot-electron
excitations as well as the maximum relative demagnetization amplitude q as a function of
the thickness of the Pt capping layer for a constant laser power of 10 mW. Increasing the Pt
thickness from 3 to 7 nm results in an increase of the demagnetization amplitude by ∼ 45%.
However, the maximum demagnetization starts decreasing for larger thicknesses.

To elucidate the origin of the observed variation, we collaborated with Karel Carva from
the Charles University of Prague. Using the superdiffusive model [59], they tracked the
spatial diffusion of electrons excited to different energy levels, including secondary elec-
tron excitation due to electron-electron scattering. The simulations were thus run for
FM(4)/Cu(100)/Pt(x) multilayers, where FM is a uniform ferromagnetic layer and the Pt
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Figure 2.4: Dynamics of spin and reflectivity in the Bi2Y1Fe5O12/GGG(100) buried below a
thick Pt/Cu bilayers. (a, b) ∆ΘK/ΘKsat and ∆R/R induced by a laser energy density of
11.3 mJ. cm−2 for Hext= 0.33 T. Inset (a): Fourier transform spectrum of the ∆ΘK/ΘKsat

data for the time delay t ≥ 50 ps (top) and the ∆ΘK/ΘKsat signals (bottom) measured at
the time delay t = 20 ps as a function of Hext. Inset (b): Fourier transform spectrum of the
∆R/R data for the time delay t ≥ 50 ps (top).

thickness x was varied in the range from 1 to 25nm. Their transport simulations employ the
energy and spin-dependent electron velocities and life times, which were obtained from ab
initio calculations for bulk Cu, Pt, and Co. Taking into account the laser fluence and the
photon energy, they calculated the absorption within the sample assuming different pene-
tration depths λPt of the IR in the Pt layer. Theoretical calculations predict a maximum
demagnetization for 8.5nm of Pt for λPt = 11 nm and 7 nm of Pt for λPt = 9 nm which
is in good agreement with our experimental results. The optimum value of 7 nm of Pt to
generate and propagate the highest number of hot electrons through the Cu layer is thus
related to the competition between the penetration depth and the attenuation length within
the Pt layer.

2.1.2 Using hot electrons to drive picosecond acoustic excitation
in bismuth-substituted yttrium iron garnet

During the last decade, acoustic pulses have been proven to be an alternative way to
control the spin dynamics with providing at least two advantages [141–143]. First, acoustic
pulses can produce very high mechanical stress. As a result, a large modification of lattice pa-
rameter occurs and the magnetization can be therefore non thermally changed via the inverse
magnetostriction effect. Second, acoustic pulses have a large propagation distance of several
millimeters with low-energy dissipation [144, 145]. Consequently, they provide opportunity
for nonthermal manipulation of spins in films deeply embedded in opaque heterostructure de-
vices. While magnetization dynamics by picosecond acoustic pulse was achieved in GaMnAs
ferromagnetic semiconductor [141] and ferromagnetic metals [142, 146, 147], an important



39 Hot-electron induced ultrafast magnetization dynamics

question in this context was the possibility to take advantage of picosecond acoustic pulse
to trigger a magnetization dynamics in magnetic dielectrics.

To test this hypothesis, we explored the laser-induced ultrafast magnetization dynamics
in bismuth-substituted yttrium iron garnets (Bi-YIG) buried below a thick Cu/Pt metallic
bilayer [148]. This work was performed during the postdoctoral fellowship of Marwan Deb
who had a long experience in studying these materials.

The experiments were performed on 140-nm-thick film of Bi2Y1Fe5O12, grown by pulsed
laser deposition onto a gadolinium gallium garnet (GGG) (100) substrate. Longitudinal and
polar Kerr measurements showed a normalized remanence of 0.45 and 0.05, respectively. The
very weak polar remanence indicated that the easy axis of the magnetization is in the film
plane.

In order to explore the effect of an ultrashort strain pulse on the magnetization dynamics
in iron garnet, a thick Cu(100)/Pt(5) nonmagnetic metallic bilayer was deposited by dc
magnetron sputtering on top of the garnet film. The time-resolved Kerr and reflectivity
measurements were performed at 300 K with a front pump back probe configuration similar
to what was presented in figure 2.1 (a).

Figure 2.4 shows the time-resolved Kerr effect measurement of the dynamics induced by
a laser energy density of 11.3 mJ.cm−2 for an external applied magnetic field of Hext = 0.33
T. We note that the TR-MOKE signal changes its sign when the direction of Hext is reversed.
In addition, the zero time delay corresponds to the arrivals of the hot-electron pulse at the
back side of the Cu layer, as revealed by the TR-MOKE signals measured in areas with and
without the Pt/Cu bilayers. Moreover, a strong peak in the TR-MOKE signal appears at t
= 40 ps, corresponding to the time required for a longitudinal acoustic pulse to cross the Cu
and Bi-YIG layers (t = dCu/V

L
Cu + dBi−Y IG/V

L
Bi−Y IG ≈ 46 ps with di and V L

i the thickness
and longitudinale sound velocity of the layer i). Interestingly, after the acoustic pulse leaves
the Bi-YIG layer, two resonance modes are clearly revealed by the oscillations shown in the
time-resolved Kerr signal with the frequencies of 6.4 and 63.7 GHz, as seen in the Fourier
transform spectrum displayed in the inset of Fig. 2.4(a). The first mode is the ferromagnetic
resonance mode (fFMR) observed via acoustic pulse induced changes of magnetocrystalline
anisotropy, whereas the second mode (facous) results from the modulation of the Kerr effect
by the propagation of the acoustic pulse in the GGG substrate.

The obtained results suggest that an acoustic strain excitation is at the origin of the ob-
served resonance modes. The existence of such a strain pulse traveling through the sample
has been experimentally confirmed by measuring the pump-induced changes in the reflec-
tivity signal (Fig. 2.4 (b)), which shows clear oscillations for the time delay higher than 50
ps. Such oscillations were attributed to the so-called Brillouin oscillations, which are due to
the interference between the probe beam reflected at the Bi-YIG interfaces and secondary
beams reflected by the strain pulse propagating in the GGG substrate. The observation of
such oscillations in the TR-MOKE signal can be related to a small difference in the reflection
of σ+ and σ− induced by the acoustic pulse when it propagates in the GGG. These results
clearly demonstrate that an acoustic pulse can induce in a transparent medium a structure
with a complex refractive index that allows the modulation of the magneto-optical effects at
a frequency determined by the sound velocity.

On the other hand, the frequency of 6.4 GHz associated with the low-frequency mode is in
the range of the ferromagnetic resonance (FMR) frequencies in Bi-YIG. In order to confirm
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Figure 2.5: Field dependence of the precession frequencies (a) and amplitudes (b) associated
with acoustic and FMR resonance modes. All measurements are obtained for a pump energy
density of 11.3 mJ.cm-2. In (a) the solid line describing the FMR mode is a fit obtained
using the Kittel formula, whereas the solid line for the acoustic mode is a guide to the
eyes. Variation of the precession frequencies (c) and amplitudes (d) associated with acoustic
and FMR resonance modes as a function of the laser energy density. All measurements are
obtained for Hext = 0.33 T applied along the direction perpendicular to the film. The solid
lines in (c) and (d) are guides to the eyes.

the magnetic origin of this mode, we investigated the effect of the external magnetic field
on the TR-MOKE signal. The field dependence of the oscillations frequency and amplitude
are shown in figure 2.5 (a) and (b). The variation of the oscillations frequency of the
low-frequency mode can be described by the Kittel formula adapted to the case of our
experimental configuration. We also note that the initial precession amplitude for the low-
frequency mode has a maximum near the saturating field Hsat = 0.25 T (Fig. 2.5(b)), which
is also in a qualitative agreement with the typical behavior obtained for the FMR mode
when Hext is applied along a hard magnetization axis as in our experimental configuration.
On the other hand, the frequency of the acoustic mode is independent on the magnetic field
strength, once again proving that its origin is non-magnetic.

The excitation of the ferromagnetic resonance in our sample results from an ultrafast
non-thermal modification of the magnetocrystalline anisotropy induced by the acoustic strain
pulses via the inverse magnetostriction effect. Indeed, the field caused by the longitudinal
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strain in the Bi-YIG layer is given by Hme
z = 2b1εzzmz [147] where b1 = 2.54 T is a magne-

toelastic coefficient of Bi2Y1Fe5O12, εzz is the strain components, and mz is the normalized
component of magnetization along the z direction . The coefficient b1 is considered similar
to the one of YIG due to the independence of the magnetostriction coefficient λ (100) to the
composition of BixY3−xFe5O12 [149]. By assuming that the strain component εzz generated
here is similar to those usually reported in literature (∼ 1.10−3) [142, 147], the field caused
by the strain in the sample with an almost saturated magnetization along the z direction is
Hme
z ∼ 5mT.
To further investigate the two resonance modes, we performed TR-MOKE measurements

as a function of the laser energy density Epump. The pump energy density dependence of the
oscillations frequency and amplitude are presented in Figs. 2.5 (c) and (d). The frequency
of both modes is independent of the pump energy density. The behavior of fFMR is similar to
the one obtained by non-thermal effects induced magnetization precession [150,151]. This is
in agreement with our interpretation based on strain-induced changes of magnetic anisotropy
via the inverse magnetostriction effect. Indeed, in the case of thermally induced spin pre-
cession a dependence of the frequency on Epump is usually observed. On the other hand, the
behavior of facous as a function of Epump is also in agreement with the prediction that the
frequency of acoustically-induced modulation of the magneto-optical effects is mainly defined
by the speed of sound. Moreover, our experiments show that the oscillations amplitude of
the two resonance modes increases linearly with the laser energy density within the probed
range. This means that the amplitude of the spin precession is proportional to the amplitude
of the strain pulse. Therefore, using an engineered structure that allows injecting a higher
amplitude strain pulse into Bi-YIG can be used for further improving the magnetization
precession amplitude or inducing a magnetization switching in magnetic garnet.

We then performed a similar study using this time a slightly different alloy of Bi1Y2Fe5O12
with a strong in plane anisotropy but still burried below a thick Cu/Pt metallic bilayer [152].
In this work, our collaboration with the group of Matias Bargheer allowed for measuring both
the TR-MOKE as well as the ultrafast X-Ray diffraction (UXRD) on the same heterostruc-
ture. Figure 2.6 (a) and (b) depicts the UXRD study of the heterostructure. More precisely,
Figure 2.6 (a) and (b) show the measured time-resolved average strains of the Cu layer and of
the Bi-YIG layer.The time-resolved strain in Pt, Cu,and Bi-YIG were calculated using a two-
temperature model in combination with a one-dimensional masses-and-springs model [153].
Results of the modeling are plotted as solid lines, indicating a reasonable agreement with
the experimental data. Two distinct features are responsible for spatiotemporal dynamics of
the lattice strain in the heterostructure. First, the Pt layer expands immediately after the
optical excitation launching a strain pulse which propagates at the velocity of sound (not
shown here) [138]. Second, the initial expansion of the Cu layer (Fig. 2.6 (a)) induces an
immediate decrease of the strain in Bi1Y2Fe5O12 (Fig. 2.6 (b)), starting within less than 1
ps. At this time, the heat energy transported by the hot electrons through Cu arrived at the
Bi-YIG interface. Moreover, the modeling showed that the heating of the Bi-YIG layer is
strongly inhomogeneous which is mandatory for exciting high modes of standing spin waves
(SSW). Although the temperature rose by more than 40 K during the first 100 ps in the first
10 nm behind the Cu interface, heat diffusion reached the back of the layer only after ∼ 2
ns later.

Three important features characterized the time evolution of the Kerr signal plotted in
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(c)

Figure 2.6: Laser-induced lattice dynamics in the Pt/Cu/ Bi1Y2Fe5O12/GGG heterostruc-
ture. Average strain in (a) the Cu layer and (b) BI-YIG layer as measured by ultrafast
X-Ray diffraction (UXRD). The UXRD measurements were performed at room temperature
with a pump wavelength of 800 nm, a pulse duration of 50 fs, and an incident pump en-
ergy density of 5 mJ/cm2 . The solid lines in (a) and (b) are results of our modeling. (c)
∆ΘK/ΘKsat induced by a pump energy density of 9.4mJ/cm2 for Hext = 164mT. Insets: (c)
Fourier transform spectrum of the ∆ΘK/ΘKsat data for the time delay t ≤ 50 ps (top) and
a magnified view of the ∆ΘK/ΘKsat signal (bottom) around the zero time delay. (d) Spin
precession frequency as a function of the mode number. The solid line is the fit obtained
using Eq. 2.4.

figure 2.6 (c). First, the signal shows a small ultrafast decrease within the first picosecond
after the arrival of the hot electrons at the Bi-YIG/Cu interface. This ultrafast change of the
magnetic order was attributed to an ultrafast modulation of the exchange interaction [154].
Second, a gradual slowly decrease of the signal startied at ∼ 5 ps and increasing up to 1500
ps. This slow demagnetization dynamic is consistent with the generation and propagation
of incoherent phonons (heat) into the Bi-YIG layer together with the low magnon-phonon
coupling characterizing iron garnets. Both these dynamics are thus induced by incoherent
phonons. Third, very complex oscillations are superimposed on the slow exponential change
of the signal. FFT analysis showed that the signal is composed of six different modes as
shown in the top inset of figure 2.6 (c). The mode having the highest frequency of 64 GHz
correspond to the previously described Brillouin oscillations. The lower frequencies of the
other modes correspond to exchange SSW whose dispersion relation can be written in the
case of our experimental configuration as:

ω(k) = ω0 + γDexk
2 (2.4)

where ω is the angular precession frequency, ω0 is the angular precession frequency of the
fundamental mode, γ is the gyromagnetic ratio, Dex is the exchange stiffness, and k = nπ/d
represents the wave-vector of the SSW with d = 135 nm. Indeed a fit to the experimental
data using equation 2.4 yields an excellent agreement with the experimental results (Fig.
2.6 (d)). It also shows that SSW with a frequency of 15 GHz can be excited. In previous
papers, we showed that direct light excitations in similar Bi-YIG can also trigger high-
frequency SSW [155]. Furthermore,their effective damping is about 40 times lower than the
one of the fundamental mode [156].
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2.2 Magnetization manipulation mediated by ultrafast
spin transport

In the previous section, optical absorption of a femtosecond laser pulse was exploited to
generate unpolarized hot electron and use them to manipulate the magnetization of a thin
layer either by heat transfer or/and acoustic pulses. In the following I present the results
we obtained regarding the generation and use of ultrafast polarized electron pulses and how
they can be used to induce magnetization switching of a ferromagnetic layer.

2.2.1 Single-shot multi-level all-optical magnetization switching
mediated by spin transport

The possibilities of deterministically manipulating the magnetization of a thin magnetic
layer using an ultrafast pulses have attracted a lot of attention during the last 15 years
as presented in the introduction. However, all-optical helicity independent switching was
only reported for ferrimagnetic materials such as GdFeCo, [Co/Tb] multilayers or MnRuGa
alloys [32, 97, 101] or GdFeCo/[Co/Pt] exchange coupled systems [157].However, in order
to move towards ultrafast-spintronic applications, one needs to study and understand the
fundamental mechanism not only for single layers, as it has been done in most study so
far, but also in more complex structures like spin-valve structures, a key building block
of modern spintronics. Selective magnetization switching in spin-valve structures or more
complex heterostructures will enable multi-level magnetic storage and memories [158, 159].
In the following, I will show that the four possible magnetic configurations of a magnetic
spin-valve structure ([Co/Pt]/Cu/GdFeCo) where both layers are magnetically decoupled,
can be accessed using a sequence of single fs light pulses (Fig. 2.7 (a)) [160].

A schematic illustration of the Ta(5 nm)/Gd23.3(FeCo)76.7(5 nm)/Cu(9.3 nm)/[Co(0.6
nm)/Pt (1.0 nm)]4/Ta (5 nm)/Glass substrate spin-valve structure namely GdFeCo/Cu
/[Co/Pt] is shown in Figure 2.7 (a). The GdFeCo and [Co/Pt] layers exhibit perpendicular
magnetic anisotropy and are magnetically separated by a 9.3 nm continuous Cu layer. The
ferrimagnetic GdFeCo layer is FeCo rich at room temperature for this composition as the
net magnetization of the alloy is parallel to the magnetization of the FeCo sublattice and
antiparallel to the magnetization of the Gd sublattice as shown by the hysteresis loop plotted
in figure 2.7 (b). Moreover, four remanent magnetic configurations can be reached: two
configurations where the magnetization of the two layers are parallel P+ and P- when the
two magnetizations are along the positive and negative field direction, respectively, and
two configurations where the two magnetizations are antiparallel AP+ and AP- when the
magnetization of the [Co/Pt] is along the positive and negative field direction, respectively.

Figure 2.7 (c) shows magneto-optical Kerr microscopy images demonstrating that all four
remanent magnetic configuration can be obtained after a single 35 fs laser pulse excitation
under zero applied field. From these results, we can conclude that 0.5 µJ pulses switch both
layers magnetization from P+ to P- and vice versa while 0.2 µJ pulses are only sufficient
to exclusively switch the GdFeCo layer leaving the [Co/Pt] layer undisturbed. Moreover,
starting from an AP state, only the GdFeCo magnetization is reversed. Finally, the P+ to
P- and P- to P+ transitions clearly shows that the [Co/Pt] layer can be switched by a single
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Figure 2.7: (a) Schematic representation of the Glass sub. / Ta (5 nm) / Gd23.3(FeCo)76.7
(9.3 nm) / Cu(9.3 nm) / [Co(0.6 nm)/Pt(1.0 nm)]4 / Ta (5 nm) sample where the GdFeCo
and [Co/Pt] magnetic layers showing perpendicular anisotropy are separated by a 9.3 nm
thick Cu layer. (b) Normalized magneto-optical Kerr signal θK signal as a function of the
magnetic field (H ) applied perpendicular to the film plane. Red and blue open symbols
are minor loop corresponding to the magnetization reversal of GdFeCo which are perfectly
centered around the zero field axis. (c) 6 magnetic configurations obtained consecutively
after a single pulse excitation. Starting from a saturated state P- (resp. P+), a single
intense pulse (0.5 µJ) induces a switching toward the P+ state (resp. P-) . However a
single moderate light pulse (0.2 µJ) induces a transition from a P- state (resp. P+) to an
AP- (resp AP+) state. (d) Corresponding line scans of the normalized averaged magnetic
contrast (black line shown on (c), averaged over a 5 µm width) allowing to descriminate
between the four magnetic states (P+, P-, AP+, AP-).
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Figure 2.8: (a) Schematic presentation of the spin-valve structure. (b) Curie temperature
measured for [CoxNi1−x/Pt] multilayers plotted as a function of x. The line corresponds to
TC for GdFeCo [103,105].

35 fs pulse.
After studying the effect of the GdFeCo concentration and of the spacer layer, we con-

cluded that the final state of the magnetization switching of [Co/Pt] was mediated by spin
currents. Surprisingly, the final state is dictated by the spin current generated by the Gd
moment in the GdFeCo layer in agreement with the results of Choi et al. [90] (see section
1.1.3). These spin currents transfer their angular momenta, which, in combination with
optical heating, are able to deterministically switch the magnetization of [Co/Pt]. This con-
clusion was supported by inserting Pt layers inside the Cu spacer layer of the spin-valve to
depolarize the optically-induced spin current resulting in the thermal demagnetization of the
[Co/Pt] layer.

This work was performed during the postdoctoral fellowships of Satoshi Iihama. It pro-
vided for the first time a new approach to deterministically switch the magnetization of a
ferromagnetic layers using a single laser pulse [160]. It also opened the way to a complete
new unexplored area of ultrafast spintronic.

2.2.2 Engineering single-shot all-optical switching of ferromag-
netic materials

After that first work, the mechanism and the role of the magnetic properties of the fer-
romagnet as well as the time scale of the magnetization switching remained to be elucidated
and many questions remained unanswered. For instance, how much polarized current is
needed? How much heat has to be brought to the ferromagnetic layer? What type of ferro-
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Figure 2.9: (a) MOKE images obtained after exciting the sample with one to four 35 fs
laser pulses starting from a P+ initial sate. (b) Threshold fluences for reversing the GdFeCo
magnetization (circles), both the GdFeCo and the ferromagnetic layers (triangles), and mul-
tidomain states (inverted triangles) as a function of the FM layer Curie temperature (TC).
(c) Difference in the threshold fluence for switching both layer (Fboth) and multidomain states
(Fmulti) as a function of TC .

magnet can be switched? What are the key ferromagnet characteristics needed to observe the
switching? Does the Curie temperature of the FM play a role in the switching? What sets
the fluence and the pulse duration needed to observe the single pulse reversal? These prob-
lems were tackled during the Ph.D. theses of Junta Igarashi and Quentin Remy [161, 162].
To start with, we investigated the switching of [CoxNi1−x/Pt]in GdFeCo/Cu/[CoxNi1−x/Pt]
spin-valve structure. [CoxNi1−x] is a model system showing perpendicular anisotropy with
a Curie temperature (TC) that can be tuned from 400 K to about 850 K by adjusting the
[CoxNi1−x] concentration.

Ta (5)/Gd23.3FeCo76.7 (5)/Cu (10)/[CoxNi1−x (1)/Pt (1)]4/Pt (3)/ Ta (5) stacks were de-
posited on glass substrate by DC/RF magnetron sputtering as shown in figure 2.8 (a). The
numbers in parentheses are nominal thicknesses in nm. A FeCo rich composition is used for
the GdFeCo layer, meaning that net magnetization of the alloy is parallel to the magnetiza-
tion of the FeCo sublattice. We prepared several samples with different Co compositions x
(= 0.2, 0.3, 0.4, 0.6, 0.8, 1.0) in [CoxNi1−x] to tune its Curie temperature (TC) from ≈ 450
K up to about ≈ 850 K (Fig. 2.8 (b)).

Figure 2.9 (a) shows MOKE images obtained after shooting up to four single 35 fs laser
pulses starting from a saturated P+ state for different samples. The sample is excited
from the capping layer side and MOKE images are measured from the substrate side. The
fluence used in the measurements shown in the figure are between 14 and 21 mJ/cm2. A
change in the MOKE images contrast from dark red (P+) to light red (AP+) indicates a
switching of the GdFeCo magnetization only. Every single pulse leads to the reversal of
the GdFeCo magnetization. The change of MOKE contrast from dark red (P+) to dark
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Figure 2.10: (a) MOKE images ob-
tained after irradiation of one single
laser pulse with a different optical
pulse duration ranging from 50 fs to 3
ps. (b) Threshold fluences for revers-
ing the magnetization of the GdFeCo
layer only (circles), both the GdFeCo
and the ferromagnetic layer magneti-
zation (triangles), and forming mul-
tidomain states (inverted triangles)
as a function of pulse duration.

blue (P-) proves that both the GdFeCo and the [CoxNi1−x/Pt] magnetizations are switched.
Single pulse reversal of both layers magnetization is possible for 0.4 ≤ x ≤ 0.8, in agreement
to the work of Iihama et al. [160]. The concentration of Co in the [CoxNi1−x] does not
modify the threshold fluence required for reversing the GdFeCo magnetization (FGdFeCo)
(Fig. 2.9 (b)). On the other hand, the threshold fluence for the switching of both layers
(Fboth) and the creation of a multidomain state (Fmulti) increases with increasing the FM
layer Curie temperature. Moreover, Fmulti − Fboth increases with increasing TC up to ≈ 800
K, indicating that there is a certain fluence window that allows the switching of both layers
without generating a multidomain state and this window increases with TC .

We can consider that the angular momentum carried by the spin current generated by
the Gd sublattice demagnetization reaches a maximum for FGdFeCo and no longer increases
for higher fluences. Therefore, the increase in the threshold fluence required to switch the
[CoxNi1−x/Pt] multilayer with x is only due to the modification of the Curie temperature.

Furthermore, we performed single pulse magnetization switching measurements for vari-
ous pulse duration ranging from 35 fs up to 3 ps (Fig. 2.10) (a)). These experiments were
performed on a slightly modified spin-valve structure Ta (5)/Gd23.3FeCo76.7 (5)/Cu (10)/[Co
(0.6)/ Pt (1)]4/Pt (3)/Ta (5)/glass substrate. Clear single-shot switching of the both layers
magnetization is obtained for pulse durations up to 500 fs while GdFeCo magnetization is
switched for pulses as long as 3 ps. As presented in the introduction single GdFeCo layer
shows AO-HIS for pulse up to 15 ps [105]. Figure 2.10 (b) shows the evolution of threshold
fluences corresponding to the reversal of the GdFeCo magnetization, both layers magnetiza-
tion, and the formation of a multidomain state as a function of the pulse duration. These
threshold fluences do not change significantly when the pulse duration increases up to 200
fs. For pulses longer than 500 fs, a clear increase in the fluence required for switching the
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GdFeCo and the Co/Pt magnetizations is observed while the fluence at which a multido-
main state appears decereases. Both of these increases can be simply explained by the fact
that as the pulse duration becomes longer, more energy is transferred to the lattice that
does not contribute to the demagnetization or the switching. Surprisingly, the threshold
energy to generate a multidomain state decreases with increasing the pulse duration. For a
pulse duration of 2 ps, the fluence corresponding to the formation of a multidomain state
becomes smaller than the one required for switching the magnetization of the Co/Pt, there-
fore impeding it. This can be explained by the fact that the spin generation rate given
by gS = −dM/dt decreases when the pulse duration increases. Therefore, the tempera-
ture has to increase closer to TC for obtaining the reversal of the [Co/Pt] magnetization.
When the pulse becomes too long, there is not enough angular momentum transfer from the
GdFeCo to the [Co/Pt] anymore before reaching the Curie temperature and thus ending in
a multidomain state.

Finally, we studied the influence of the thickness of the Co layer at the interface with
the Cu (the one absorbing the spin current) when excited with a single laser pulse of 35 fs.
Once again, this does not affect the fluence required for switching the magnetization of the
GdFeCo layer. However, a clear increase of about 50% is observed when increasing the Co
thikcness from 0.2 to 1.0 nm. This indicates that the interface layer plays a major role in
the single pulse switching mechanism. Once again, this can be understood by considering
that the thinner the Co layer at the interface is, the lower the exchange coupling is within
the layer. It will then be easier to reach the demagnetization threshold and consequently
switch the magnetization. If the interface layer switches, the switching of the rest of the
multilayer can then be explained by the propagation of the reversal due to the exchange
coupling between the layer as reported in several systems [100,157].

Once we knew that the Curie temperature of the FM layer plays an essential role in
determining the required laser fluence to obtain magnetization switching, we engineered new
samples with a thinner Co layer and different GdxFeCo1−x alloys composition [162]. The
full structure was glass/Ta (5)/Pt (4)/[Co (0,4)/Pt (1)]x2/ Co (0,4)/Cu (10)/Gdx(FeCo)1−x
(5)/Cu (5)/Ta (5), with x = 27.3% (TM dominant) or 33% (RE dominant). AO-HIS of the
GdFeCo layer could only be observed in the sample with a concentration of Gd x = 27.3%.
Surprisingly, single-shot switching of the Co/Pt multilayer could be obtained in both struc-
tures. This was the first demonstration that switching of the Co/Pt magnetization does
not require a reversal of the GdFeCo magnetization. The fact that the Co/Pt multilayer’s
magnetization can be reversed without observing the reversal of the GdFeCo layer’s magne-
tization in the sample with x = 33% can be explained by previous works [87,90,125]. Indeed,
the key ingredient here is once again the spin current and the spin generation rate which
is proportional to the magnetization decay (−dM/dt). The reversal process of the GdFeCo
layer’s magnetization (when it exhibits AO-HIS) is an ultrafast demagnetization followed
by a slower reversal [27]. The fastest dynamics happens during the demagnetization and
thus no full magnetization reversal is needed to generate the spin current. In order to ob-
serve the reversal of the ferromagnetic layer without switching the ferrimagnetic layer, it is
then required to have a threshold fluence for AO-HIS higher than a threshold fluence for a
sufficient demagnetization of the Co/Pt multilayer. We demonstrate here that this can be
achieved by increasing the Gd concentration, which not only increases the spin current but
also increases the threshold fluence required to observe AO-HIS or even makes it impossible
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Figure 2.11: Normalized magnetization M/M0 dynamics of [Co/Pt] for an initial P configu-
ration, where M0 is the magnetization at negative delay, as a function of pump-probe delay
(a) for several fluences and (b) for a fluence of 5.08 ± 0.01 mJ/cm2 (See Quentin Remy
Ph.D. thesis for more details [164]).

to observe anymore as in the case of x = 33% here. Furthermore, a clear increase in the
energy efficiency required for switching the Co/Pt magnetization of about ≈ 20% of the
threshold fluence was observed when increasing the Gd concentration by 5.7%. As demon-
strated by Choi et al. and reported in figure 1.11 of the introduction [87], a small increase
of only 3% of the Gd concentration could induce an increase of about a factor of 2 in the
spin accumulation generated by the Gd demagnetization. Consequently, we attribute this
difference in threshold fluences to the secondary spin current generated by the Gd sublattice
demagnetization. Because this spin current carries more angular momentum in the sample
with x = 33%, less demagnetization is required to reverse the ferromagnetic layer.

2.2.3 Accelerating ultrafast magnetization reversal by non-local
spin transfer

In order to access the switching time of the Co/Pt multilayers, TR-MOKE microscopy
was performed on the following sample: Sapphire / Ta(5) / Pt(4) / [Co(1)/Pt(1)]2 / Co(0,6)
/ Gd33Fe60.3Co6.7(5) / Cu(10) / [Co(0,6)/Pt(1)]2 / Ta(5) where the numbers represent the
layer thicknesses in nm. In contrast to the investigated spin-valve structure discussed pre-
viously, a thick ferromagnetic layer was added at the bottom and exchange coupled to the
GdFeCo layer to pin it in a given direction. This ensures two independent switching fields for
both magnetic layers and gives access to four distinct remanent states (named P(AP) when
the transition metal magnetizations of the free and pinned layers are parallel(anti-parallel)
with a superscript + (-) when the free layer magnetization points up (down) at zero field).
Depth-sensitive time-resolved magneto-optical Kerr effect microscopy was used to measure
the magnetization dynamics in both P and AP configurations as a function of the pump
fluence [163]. The setup was developed by Julius Hohlfeld and a complete description can
be found in the thesis of Quentin Remy [164]. The time resolution is given by the probe
pulse duration of 216 fs while the pump pulse duration was 100 fs.
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(a) (b)

Figure 2.12: (a) Normalized magnetization M/M0 dynamics of [Co/Pt] for an initial AP
configuration, where M0 is the magnetization at negative delay, as a function of pump-
probe delay and for a fluence of 5.08 ± 0.01 mJ/cm2 . (b) Zoom on the region around the
magnetization overshoot.(See Quentin Remy Ph.D. thesis for more details [164]).

Figure 2.11 (a) shows the [Co/Pt] magnetization dynamics for various fluences starting
from an initial P configuration. At low fluence, a standard ultrafast demagnetization curve
with a fast reduction of magnetization is observed followed by a slower recovery. This
is similar to standard demagnetization curves measured in single [Co/Pt] multilayers. At
higher fluence, the behavior changes drastically. The magnetization goes to zero in around
400 fs before to slowly reverse its sign (Figure 2.11 (b)). Then the magnetization increases
linearly at a rather large rate up to 2 ps before slowing down. This is attributed to the fact
that before 2 ps, the magnetization is still not in equilibrium with the electronic system.
Above 2 ps, the magnetization relaxes towards its initial state at a rate limited by heat
dissipation out of the sample. Interestingly, even though the rate of magnetization change
reduces slightly when crossing zero, we do not observe a critical slow down of the dynamics
which usually happens when the net magnetization approaches zero [47,48,53,165,166] . This
is explained by the presence of the spin current due to the Gd sublattice which prevents a
complete spin disorder in the magnetic layer and will be discussed later.

We now focus on the dynamics of [Co/Pt] in the AP configuration (figure 2.12). At low
fluence, the magnetization dynamics of [Co/Pt] in the AP configuration is similar to what
is observed for ultrafast demagnetization. However, compared to the low fluence case in the
P configuration, the magnetization recovery is sharper. At high fluence, a clear overshoot
of the magnetization above zero is observed producing a transient reversal of the signal at
around 200 fs (figure 2.12 (b)). This overshoot is attributed to the spin current generated by
the CoFe sublattice while the sharper recovery is due to the one created by the Gd sublattice.
Finally, the magnetization recovers and again, we do not observe a critical slow down of the
magnetization dynamics.

Finally, we compared the results obtained for the magnetization dynamics of the [Co/Pt]
within the spin-valve starting in the AP configuration with the dynamics of a reference
sample where the second magnetic layer (i.e. [Co/Pt]/GdFeCo layer) has been removed.
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(a) (b)

Figure 2.13: (a) Normalized magnetization dynamics for the reference sample (solid lines)
and the spin valve sample in the AP configuration (dashed lines) as a function of pump-probe
delay for several fluences (corresponding to the reference sample). (b) spin cooling, defined
in the text, as a function of pump-probe delay for several for the same fluences (See Quentin
Remy Ph.D. thesis for more details [164]).

Figure 2.13 shows the results obtained for both samples when the fluences where adjusted
in order to have similar dynamics for low fluence excitation (i.e. when the effect of the spin
accumulation is negligible). From figure 2.13 (a), a clear difference between both magneti-
zation dynamics appears which keeps increasing as the fluence increases, showing again the
increasing efficiency of the spin current generation (in the GdFeCo layer) and absorption (in
the [Co/Pt] layer) as fluence increases. The injection of the spin current within the [Co/Pt]
multilayer intensifies the cooling down of the magnetization. This spin cooling effect is plot-
ted in figure 2.13 (b) and is given by (|MCo/Pt

AP (t)| −MCo/Pt
single (t)|)/M0. At low fluences, there

is no spin cooling but one can see an ultrashort transient spin heating (i.e. negative spin
cooling) at 1 ps of around 10%. This spin heating is due to the already observed sharp onset
on the magnetization recovery and it is attributed to the spin current coming from the TM
sublattice of GdFeCo. At higher fluences, a spin cooling appears which can become larger
than 30%.

In an attempt to draw conclusions about the mechanism governing the observed dynam-
ics, Quentin Remy developed a model describing the out of equilibrium dynamics of a mean
field two level model when it is exposed to spin polarized conduction electrons as derived
by Beens et al. [167]. This was combined with a two temperature model and a spin accu-
mulation generated by the ultrafast demagnetization of GdFeCo. The spin accumulation
generated by the ferromagnetic multilayer itself was neglected. The magnetization dynamics
of the Co/Pt layer is then described by the equation:

dm

dt
= 1
τ

(
m− ∆µ

2kBTC

)[
1−m coth

(
2mkBTC −∆µ

2kBTC

)]
(2.5)

where m is the normalized magnetization, τ−1 ∝ kBTC is the characteristic time for
transfer of spin angular momentum between itinerant and localized electrons, ∆µ is the
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(a) (b)

Figure 2.14: (a) Magnetization dynamics in the P and AP (standard and reversed) magnetic
configurations as well as the magnetization dynamics without spin accumulation for a fluence
of 3.19 mJ/cm2. (b) Predicted spin cooling for this sample as a function of time delay for
various fluences. (See Quentin Remy Ph.D. thesis for more details [164]).

spin accumulation, and kB is the Boltzmann constant. It is interesting to see that when
the magnetization approaches zero in the presence of a spin accumulation, its dynamics is
governed by:

dm

dt
=
(
−∆µ

2τkBTC

)
(2.6)

This shows that the magnetization regrows in a given direction depending on the sign of
the spin accumulation at a rate given by how efficiently the angular momentum is transferred
from the external bath to the spin system. However, in the absence of spin accumulation,
the demagnetization rate tends toward zero triggering the critical slow down.

Predicted magnetization dynamics for the [Co/Pt] multilayer and different initial mag-
netic configurations are presented in figure 2.14 (a). We can see that the model reproduces
the magnetization reversal when starting from a P state. The role of the spin accumulation
is also witnessed in the dynamics calculated in the AP state. Indeed, it allows for a much
faster recovery of the magnetization. The spin cooling is then calculated by subtracting
the magnetization dynamics in the AP configuration with and without spin accumulation
2.14 (b). The simulated spin cooling present common features with the experimental results
(Figure 2.13 (b)). For instance, it allows reproducing the spin heating observed as a neg-
ative peak just after the zero time delay. The behavior at longer time delays seems to be
more complex. If the increase in spin cooling can be reproduced when the fluence becomes
larger, at least during the first picoseconds, the model is not able to reproduce the long term
dynamics. We incriminate the mean field approximation used in the model which cannot
reproduce magnetization slow down due to out of equilibrium states that come with the
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complex magnetic structures [48].

2.2.4 Sub-picosecond magnetization switching in ferromagnetic
spin-valves

Up to now, we have seen that the presence of a GdFeCo ferrimagnetic layer was manda-
tory to allow for the reversal of the other FM layer within a spin-valve structure. This has
been explained by the fact that most of the spin current entering the FM after its demag-
netization is generated by the Gd sublattice. Nevertheless, during his postdoc fellowship,
Junta Igarashi decided to evaluate the possibility to reverse the magnetization of a FM layer
by using a second FM layer as a spin current source. These results will be presented in the
rest of this section.

Our spin-valve structures consist of, Glass or Sapphire/Ta (5)/Pt (4)/[Co (1)/Pt (1)]3/Co
(1)/Cu (tCu)/[Co (0.6)/Pt (1)]2/Ta (5) in which we varied the Cu thickness from 5 to 80
nm. Here we define [Co (1)/Pt (1)]3/Co (1) and [Co (0.6)/Pt (1)]2 as the reference and free
layers, respectively. As we have seen before, increasing the Co thickness and the number of
repetitions lead to an increase of the Curie temperature. Therefore, the sample has been
developed in order for the free layer to have a lower Curie temperature. Moreover, both
layers possess different coercive fields for all Cu thicknesses as shown in figure 2.15 (a) and
(c) for tCu = 10 and 80 nm.

Figures 2.15 (b)shows MOKE microscopy images obtained after exciting the sample with
tCu = 10 nm from the capping layer side with a single linearly polarized femtosecond laser
pulse of fluences F = 3.7 and 5.9 mJ/cm2 ) and starting either from a parallel (P+) or
an antiparallel (AP+) initial magnetic configuration. For the low fluence excitation (F=3.7
mJ/cm2), a clear switching from the P to AP is observed while nothing happens when
starting from the AP initial state. This result is rather surprising and unexpected. Indeed,
it cannot be explained by the same argument used in our previous studies where the angular
momentum carried by the spin current and generated by the Gd layer was always antiparallel
to the magnetization of the FM layer. Furthermore, when increasing the fluence to 5.9
mJ/cm2 and starting from a P state, the center of the excited area remains in P state while
the surrounding, corresponding to a lower absorbed energy because of the Gaussian spot
profile, switches to an AP state. Therefore, a low fluence excitation favors an antiparallel
alignment of both magnetization while at larger fluences, a parallel alignment is preferred.
The same result is obtained when increasing tCu to 80 nm for the low fluence case but only a
demagnetization is observed in the center of the excited area when the fluence is increased.

The influence of the Cu thickness on the threshold fluences required to switch the free
layer are reported in figure 2.16. The fluence required to switch from P to AP increases
linearly with the Cu thickness and doubles when increases tCu from 5 to 80 nm. The
threshold fluence for AP to P switching is larger and its thickness dependence is more
pronounced since it doubles when increasing tCu from 5 to only 40 nm. Furthermore, it is
not possible to switch from AP to P for Cu thicknesses larger than 60 nm because of the
apparition of a multidomain state within the free layer. This is likely to be due to the fact
that the free layer reaches its Curie temperature and remains demagnetized for a much longer
time. The different evolution of the threshold fluences with the Cu thickness for P to AP
and AP to P switching seems indicating that different mechanisms might be at work. This
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(a) (b)

(c) (d)

Figure 2.15: (a) MOKE hysteresis loop measured from the substrate side and (b) MOKE
images obtained after irradiation of a fs-laser pulse starting from the P+( red) and AP+(blue)
states for tCu = 10 nm, with F = 3.7 and 5.9 mJ/cm2. (c) MOKE hysteresis loop measured
from both sides of the sample and (d) MOKE images obtained after irradiation of a fs-laser
pulse starting from the P+(red) and AP+( blue) states for tCu = 80 nm, with of 10.2 and
17.6 mJ/cm2. The black line in (b) and (d) correspond to a 10 µm scale bar.
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Figure 2.16: Evolution of the threshold fluences as a function of Cu thickness tCu. Red
symbols correspond to the threshold fluence for P to AP switching. Blue symbols correspond
to the threshold fluence for AP to P switching. Green symbols correspond to threshold
fluence for forming multidomain in both layer. Yellow symbols correspond to threshold
fluence for forming multidomain in free layer.

is also supported by the fact that P to AP switching can be observed for pulse durations up
to 1 ps while AP to P switching is observed for pulses as long as 10 ps.

Finally, we measured the ultrafast evolution of the magnetization within the free and
reference layer for tCu = 10 nm 2.17 (a). A reversal of the free layer magnetiation is ob-
served for a fluence of 6.1 mJ/cm2 but increasing it to 11.1 mJ/cm2 only leads to a full
demagnetization for at least 10 ps. When increasing the Cu thickness to 80 nm, we showed
that the reversal of the magnetization of the free layer is only achieved when starting from
a P state. In all cases, the reversal of the free layer from the P to AP state is taking place
within 500 fs.

These counterintuitive results are really challenging our understanding of spin dynamics
occurring on the ultrafast timescale in multilayer magnetic structures. Nevertheless, the
P to AP switching observed at low fluence recalls the reversal of the free layer occuring
within STT based devices. In this case, the minority spins within the spin polarized current
generated by the free layer is reflected at the interface with the reference layer and bounces
back. This allows for switching the free layer from P to AP when the current density is large
enough [168]. We believe that a similar mechanism might take place in our experiments.
Unfortunately, the existence of different possible mechanisms occurring at different timescales
makes difficult a definitive interpretation. For instance, the creation of ultrafast spin currents
can result from transient (charged) spin currents [169], the spin dependent Seebeck effect [88],
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(a) (b)

Figure 2.17: Magnetization dynamics measured by TR-MOKE. (a) Magnetization dynamics
measured for tCu = 10 nm and several fluences. Utilizing a quarterwave plate enables
separating the signal from the free layer and from the reference layer. An external magnetic
field larger than the coercive field of the reference layer is applied during the measurement.
(b) Magnetization dynamics for tCu = 80 nm starting from the P+ (green) and AP+ (purple)
states with F = 10.4 mJ/cm2. An external magnetic field (H) whose magnitude lies between
the coercive fields (HC) of the free and the reference layer (HC of free layer < H < HC of
reference layer) is applied during the measurement.

or ballistic hot carriers transport [59,170–172].
This work carried by Junta Igarashi during his postdoctoral fellowship provides new

perspectives for ultrafast control of magnetism by further combining the area of spintronics
and ultrafast magnetism.



Chapter 3

Magnetization reversal induced by
ultrashort excitations

Since the discovery of laser induced AOS in 2007 [32], many researches have been carried
on to determine the underlying microscopic mechanisms 1. Following the work of Mangin
and Lambert [35, 36], we started studying multiple laser shots induced AOS in different
magnetic materials as soon as I joined the group in 2013. In this chapter, I will start by
focusing on HD-AOS occuring in ferrimagnetic alloys and ferromagnetic multilayers for a
wide range of compositions and thicknesses.

3.1 Magnetization reversal mechanism leading to helicity-
dependent all-optical switching

3.1.1 Domain size criterion for the observation of HD-AOS
The study presented in the following was motivated by the contradiction observed in

the literature regarding the role of the saturation magnetization on the ability to trigger
HD-AOS. Indeed, the previously reported low remanence criterion (MR ≤ 220 emu.cm−3)
for AO-HDS in ferrimagnetic materials [37,128,173] could not be satisfied in our observation
of AO-HDS in ferromagnets with a high saturation magnetization (MS ≥ 1400 emu.cm−3)
and a magnetic thickness reduced to few nanometers [36]. This work was performed within
the Ph.D. of Mohammed Salah El Hadri and more details can be found here [174–176].

In order to tackle this problem, we investigated ferrimagnetic thin films composed of
Glass/Ta(3 nm)/Pt(5 nm)/ TbxCo1−x (t)/Pt(5 nm). Two nominal concentrations of Tb
have been used, namely 16% and 30%. However, changing the thickness of the TbCo alloy
film strongly influences its effective concentration x. Therefore, the Tb atomic effective
concentration x in the studied TbCo alloy films is ranging from 8% to 30%, while the
thickness t varies from 1.5 to 20 nm. Further details can be found in the Ph.D. thesis of
Mohammed Salah El Hadri [174] and in this review paper [176].

We also investigated two different ferromagnetic multilayer thin films, namely Glass/ Ta(3
nm)/Pt(3 nm)/[Pt(0.7 nm)/Co(0.6 nm)]N/Pt(3.7 nm) multilayers and Glass/Ta(3 nm)/
Cu/[Co(0.2 nm)/Ni(0.6 nm)]N/Cu/Pt(3 nm) multilayers. The number of repeats N varies
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TbxCo1-x [Co/Pt]N
(a) (b)

x (%)

Figure 3.1: (a) Optical response for TbxCo1−x alloys films for Tb concentration x ranging
from 8 to 16 and alloy thickness varying from 1.5 nm to 20 nm and (b) for [Pt(0.7 nm)/Co(0.6
nm)]N multilayers for number of repeats N ranging for 1 to 4. The dark contrast corresponds
to opposite directions of the magnetization. The laser power is ranging from 1.15 mW (for
t < 8nm) to 1.5 mW (for t > 8 nm). Adapted from [174].

from 1 to 4 for Co/Pt multilayers and from 2 to 6 for Co/Ni multilayers. For [Co/Pt]
multilayers, the saturation magnetization MS increases from 1483, 1609, 2194 to 2217 kA/m
when increasing N due to an increase of the spin polarization of Pt atoms by the adjacent
Co layers. For the [Co/Ni] multilayers, the saturation magnetization is Ms = 1100 kA/m
and barely changes with the number of repeats.

Thickness dependence of HD-AOS

The samples were excited through the glass substrate. Prior to being optically excited,
the films were saturated with an external magnetic field applied perpendicular to the film
plane. During optical excitation, no external magnetic field was applied. The fs laser beam
is swept from right to left for both right-(σ+) and left- (σ−) circular polarization. The
sweeping speed was kept constant to about 10 µm.s−1. Figure 3.1 shows the magneto-
optical contrast corresponding to HD-AOS obtained for TbxCo1−x alloys (Fig. 3.1 (a)) and
[Co/Pt]N multilayers (Fig. 3.1 (b)).

Figure 3.1 (a) shows that the effect of helicity becomes more significant when reducing
the thickness of the TbxCo1−x. When decreasing the thickness from 20 nm down to 10 nm,
the helicity induced reversal is more pronounced as shown by the larger rim. Moreover, the
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domain in the demagnetized center area becomes larger. For t = 8 nm and x = 15%, only a
small non reversed stripe domain remains in the center of the sweept laser beam. For thinner
layer, a complete HD-AOS is observed. For instance, the Co-dominated Tb8Co92 (1.5 nm)
shows pure AO-HDS, even if this alloy does not present a compensation above RT and has
a high saturation magnetization and remanence of 830 emu.cm−3, thus contradicting the
proposed low remanence criterion [128].

We also explored the AO-HDS ability in [Co/Pt]N multilayers. A pure AO-HDS is
observed for N = 1 and 2 whereas only thermal demagnetization is obtained for N = 3
and 4 with the magnetic domains size increasing when reducing the number of repetitions.
Therefore, the AO-HDS is achieved in both Co/Pt and Co/Ni (not shown here) multilayers
by strongly reducing the magnetic thickness, similarly to what we observed for Co dominant
TbCo alloy films.

Role of the domain size in HD-AOS

The results obtained previously when changing the thickness of the magnetic films
brought us to consider the importance of the magnetic domain size. Indeed, the size of
a stable magnetic domain in perpendicularly magnetized thin film strongly dependends on
the film thickness [177, 178]. This results from the competition between the dipolar energy
that stabilizes small domains and the domain wall energy that tends to reduce the length
of the walls and so to stabilize big domains. It is therefore reasonable to infer that if the
size of stable magnetic domains after the laser-induced heating is smaller than the size of
the laser spot, thermal demagnetization will be observed because the system will break into
small domains during cooling. Conversely, if the magnetic domain size is larger than the size
of the laser spot, AO-HDS can be observed. As a result, the magnetic domain size can be
considered as a relevant predictive parameter for the observation of AO-HDS.

The domain size was estimated using the model proposed by Kooy et al. for periodic
stripe domains with a strong uniaxial anisotropy in an infinite plate [178]. The domain wall
size is considered negligible compared to the magnetic domain size. By minimizing the total
energy, the magnetic domain size D is given by

D = t exp
[
πD0

2t + ln π − 1 + µ
(1

2 − ln 2
)]

(3.1)

where D0 = σ
Ed

is the dipolar length and µ = 1 + Ed

Ku
is the magnetic susceptibility with

Ku being the uniaxial perpendicular effective anisotropy. Ed = 2πM2
s is the demagnetizing

energy per unit volume, σ = 4
√
AexKu is the domain wall energy per unit surface with

Aex being the exchange constant. Therefore, the domain size is determined by the material
parameters, i.e. the saturation magnetization, the effective anisotropy and the exchange
constant.

Figure 3.2 depicts the calculated evolution of the domain size D as a function of the
magnetic thickness t at room temperature for the studied ferromagnetic multilayers and
TbxCo1−x alloys for x ranging from 8% to 13.5 % (all the details about the values of the
different parameters can be found in references [174–176]). For all the investigated materials,
the divergence of D for low thickness t can be understood from Eq. 3.1 and is due to the



Magnetization reversal mechanism leading to helicity-dependent all-optical switching 60

(b)(a)

Figure 3.2: Estimation of the magnetic domain size D as a function of the magnetic thickness
t at room temperature for (a) the studied ferro- and ferrimagnets [Pt (0.7 nm)/Co (0.6 nm)]N
and [Co (0.2 nm)/Ni (0.6 nm)]N multilayers and (b) TbxCo1−x alloys for x ranging from 8%
to 13.5 %. Adapted from [174].

decrease of the demagnetizing energy. We defined a domain size threshold Dth = 50µm
corresponding to the size of our laser spot used during the experiments.

In the case of [Co/Pt]N , multilayers, the domain size at room temperature is much larger
than Dth for N=1 and 2 while it becomes smaller when N≤ 3. This is in agreement with
our experimental results where HD-AOS is only observed for N=1 and 2. In the case of
TbCo alloys with x = 8, 10.5, 12, 13.5 and t = 1.5, 2.5, 1.5, 5, respectively, D is always
larger than Dth at room temperature. Again, this corroborates the observation of HD-AOS
in these materials.

From our results, we concluded that HD-AOS could be observed only if the magnetic
domains created after the fs excitation are larger than a threshold value close to the spot
size during the full cooling process, otherwise a multidomain state would be reached. This
criterion is common for both ferro- and ferri- magnetic materials.

As a follow up, we investigated the influence of He+ ions irradiation on the HD-AOS
observed previously in [Co/Pt]2 multilayers [179]. Indeed, it is well known that the He+ ion
irradiation reduces the magnetic anisotropy and coercivity in perpendicularly magnetized
Pt/Co/Pt sandwiches and [Pt/Co] multilayers [180]. The irradiation-induced intermixing
at the interfaces makes them less abrupt, and leads to a strong decrease of the interface
anisotropy. Moreover, another consequence of the intermixing is the increase of the effective
magnetic thickness of Co/Pt multilayers. Therefore, modifying the effective anisotropy and
magnetization as can be observed in figure 3.3 (a) should change the domain size and should
influence the ability of AO-HDS. This is indeed what can be seen in figure 3.3 (b). By
increasing the ion dose from 5.1014 He+/cm2 to 2.1015 He+/cm2, the effect of the helicity
following the excitation in the irradiated [Co/Pt]2 multilayers disappears gradually. At low
ion dose, multiple domains start appearing in the scanned region and are stretched towards
the center of the beam spot. This behavior was attributed to thermal-induced domain wall
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(a) (b)

Figure 3.3: (a) MS and Ku dependence on the irradiation dose ID at 15keV for [Co(0.6
nm)/Pt(0.7 nm)]2 multilayers and (b) the effect on the laser induced HD-AOS. Adapted
from [174].

motion. For the maximum ion dose 5.1015 He+/cm2, thermal demagnetization is obtained
and the multiple domains in the scanned region get smaller.

To conclude this part, These results show that the AO-HDS ability is gradually lost
upon increasing the irradiation dose due to a decrease of the magnetic anisotropy and thus
the magnetic domain size. These findings confirm the large domain size criterion for the
observation of AO-HDS demonstrated previously.

3.1.2 Using magneto-transport to investigate all-optical switching
To obtain more information about the magnetization reversal process following fs laser

pulse excitation, we decided to investigate HD-AOS in in ferromagnetic Pt/Co/Pt and fer-
rimagnetic TbCo Hall crosses using the anomalous Hall effect [174, 181]. The sample was
patterned into a 5 µm wide Hall cross using optical lithography (Figure 3.4 (a)). A DC
current is injected along the x axis, and the Hall voltage is measured along the y direction in
order to measure the z-component of magnetization within the Hall cross. The Hall voltage
is given by:

VHall = ρxyI

t
(3.2)

with

ρxy = RAHE
−→
Mêz (3.3)

where RAHE is the anomalous Hall coefficient, t is the magnetic thickness, I is the applied
current, and ρxy is the Hall resistivity.

To study the magnetization switching within the Hall crosses, we adopted two different
approaches. The first one, similar to the one used previously consisted in sweeping the laser
beam over the Hall cross. In the second one, we kept the beam at a fixed position on the
Hall cross as shown in figure 3.4 (b). For both approaches, the sample was saturated before
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(b)

(a) (c)

Figure 3.4: (a)Schematic representation of the resistance measurement with a swept beam:
a DC current is applied along x axis, while the voltage is continuously measured along the
y direction. The fs laser beam excites the samples perpendicularly to the film plane and is
swept along the x axis. (b) Schematic representation of the different areas of the fs laser
beam: “A” where multiple magnetic domains are obtained, “B” where HD-AOS is obtained,
and “C” where no change of magnetization is induced. (c) Normalized Hall voltage as a
function of the position of the beam x swept where (top)corresponds to left- handed circular
polarization (σ-) and (b) to right-handed circular polarization (σ+). The values 1 and -1
of the Hall voltage correspond to both saturated magnetic states. The laser beam is swept
over the whole x axis of Hall cross from position -100 µm to 100 µm, with a sweeping speed
of 40 µm/s and a power of 0.95 mW. The experiment is repeated for both positive and
negative saturation of the magnetization. The dashed lines are guides to the eyes. Adapted
from [174].
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any laser exposure to measure the Hall voltage for the two saturated magnetic state −→Mêz
and −−→Mêz. No magnetic field was applied during the laser excitation so the change in the
Hall voltage reflects the laser induced magnetization modification within the Hall cross.

Static measurements of HD-AOS Hall crosses

The sweeping beam approach was first performed on a thin film of Glass/Ta(3 nm)/
Pt(3.7 nm)/Co(0.6 nm)/ Pt(3.7 nm) for the four possible configurations of circular helicity
and saturation magnetization (figure 3.4 (c)). The laser beam was swept over a range of
200 µm centered on the Hall cross. Independently of the initial magnetic saturated state,
the final state is only dictated by the circular polarization thus demonstrating the HD-AOS.
When the beam gradually approaches the center of the Hall cross, a clear reduction of the
Hall voltage is measured. We expected a magnetization reversal in the configuration shown
in the area B of figure 3.4 (b) when sweeping from the left side but this was not the case. This
can be explained by considering the small extension of the AOS rim of ≈ 2µm and the low
temporal resolution (≈ 150 ms) used during these measurements. When the laser beam is
centered over the Hall cross, the Hall voltage drops to zero because of the overheating leading
to the formation of multiple domains. Finally, the helicity dependence starts appearing when
the second parts of the AOS rim goes through the center of the Hall cross. As can be seen
in figure 3.4 (c), a complete HD-AOS is obtained for a sweeping speed of 40 µm.s−1 and a
laser power of 0.95 mW.

We then investigated the influence of the number of photons interacting with the Hall
cross by either changing the laser power or by modifying the laser sweeping speed. All
sweeping beam measurements were performed 20 times with a reset of magnetization to its
initial state after each sweep in order to account for the stochastic nature of the HD-AOS.
As can be seen in figure 3.5 (a), the threshold fluence at which the magnetization reversal
starts taking place does not depend on the sweeping speed. However, increasing the sweeping
speed results in a lower switching ratio of the Hall cross and an increase in the standard
deviation and hence the stochasticity of the process. These results give indirect evidence
that HD-AOS is a cumulative process and reproducible magnetization switching requires a
certain number of pulses.

During the postdoctoral fellowship of Georgy Kichin, we demonstrated that tuning the
pulse duration and the laser spot size, leads to a strong reduction of the number of pulses
required to obtain a reliable HD-AOS. Using numerical calculations based on the three-
temperature model, we found that the key parameter is the maximum spin temperature
that has to reach a certain temperature without exceeding the Curie temperature of the
material [182].

Similar results were obtained on a ferrimagnetic thin film of Glass/ Ta(5 nm)/Tb27Co73(20
nm)/Pt(3 nm) indicating that the same mechanisms are involved in ferromagnetic and fer-
rimagentic materials regarding HD-AOS. By comparing the results with the one obtained on
the Pt/Co/Pt based Hall cross, we found that the laser beam helcity required for switching
the magnetization depends on the orientation of the Co sublattice and not on the net mag-
netization. This finding is also a hint that a model based on the inverse Faraday effect (IFE)
is less likely to explain the AO-HDS, since the reversal only depends on the absorption of the
circular polarization by the Co sublattice and not on the direction of the net magnetization
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Figure 3.5: Switching ratio τ as a function of the laser power P for different sweeping speeds.
The initial up magnetization saturation with σ+ sweeping is exemplarily shown. Adapted
from [174].

of the alloy.

Dynamic measurements of HD-AOS Hall crosses

To further investigate the microscopic mechanisms involved in the magnetization switch-
ing of different materials, we combined direct imaging of the magnetic contrast after laser
pulse excitation with a time-dependent electrical method by measuring the magnetization
switching in Hall crosses via the anomalous Hall effect (AHE). This allows us to explore the
magnetization dynamics over an intermediate and wide time scale ranging from 1µs to few
seconds.

Three different samples were investigated under similar conditions. The samples consist of
Glass/ Ta(3 nm)/Gd28Fe48Co24(20 nm)/Ta(3 nm), Glass/ Ta(3 nm)/Tb27Co73(20 nm)/Ta(3
nm), and Glass/ Ta(3 nm)/ Pt(4.5 nm)/ Co(0.6 nm)/Pt(4.5 nm). All these three samples
possess a perpendicular magnetique anisotropy.

Very distinct dynamics were obtained for GdFeCo and the other two Co/Pt and TbCo
alloys. Figure 3.6 (a) shows the magnetization of the Gd28Fe48Co24 Hall cross is totally
reversed after the action of a single pulse, for each pulse in a set of ten pulses. The same
behavior has been found for all six possible combinations of initial saturation and light
polarization (Figure 3.6 (b)). The time reversal of the anomalous Hall signal is limited
by the temporal resolution of our experiment which is 1 µs. These results are in agreement
with the AO-HIS reported previously [27,38]. The anomalous Hall effect signal corresponding
to the reversal of the Co/Pt magnetization can be decomposed in two phases occuring at
distinct timescales: a helicity-independent drop induced by few pulses within the first ms
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(a) (b)

(d)(c)

Figure 3.6: (a) Time evolution of the normalized Hall voltage of a 5 µm-wide Gd28Fe48Co24
based Hall cross under the action of ten consecutive pulses as marked with the blue pulses
in the upper row, with initial magnetization saturation up with σ+ polarization and a
repetition rate of 5 kHz. Each of the ten laser pulses excites the same region of the Hall
cross and reverses the magnetization within it. (b) Anomalous Hall voltage signal due to a
single magnetization reversal obtained for three different polarizations with a fluence of 19
mJ/cm2. (c) and (d) Time evolution of the anomalous Hall voltage of a 5 µm-wide Pt(4.5
nm)/Co(0.6 nm)/Pt(4.5 nm) Hall cross initially saturated up, under the action of a 35-fs
laser beam with a 5 kHz repetition rate and a fluence of 10 mJ/cm2 . The corresponding
number of laser pulses is shown in the upper row. Adapted from [174].
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and a helicity-dependent reversal of the Hall voltage on several tens of ms (Figure 3.6 (c)
and (d)).

At first, each laser pulse excitation induces a reduction of the Hall voltage which follows
a steplike process leading to a demagnetization of the Hall cross (Figure 3.6 (c)). This
demagnetization process is actually independent of the helicity. One of the most interesting
findings here is that the signature of the helicity starts appearing only after crossing the zero
Hall voltage; i.e. after reaching a fully demagnetized multidomain state. Then, the complete
switching of the Hall cross requires around 150 pulses. A similar response of the anomalous
Hall voltage was obtained for TbCo alloys. Thus, these experiments demonstrate that the
all-optical switching of ferromagnetic Pt/Co/Pt films is helicity dependent, cumulative, and
only achieved after a steplike multiple-domain formation, and hence is drastically different
from the GdFeCo switching mechanism.

A potential explanation of the remagnetization process would be a helicity dependent do-
main wall motion that could originate from the magnetic circular dichroism (MCD). The first
pulses result in the nucleation of a multidomain state. However, due to different absorption
within adjacent magnetic domains, a thermal gradient takes place whose sign depends on
the helicity of the laser pulse therefore inducing an asymmetry in the domain wall displace-
ment. This conclusion leads us to the next section of this manuscript focusing on helicity
dependent domain wall motion and the role of magnetic circular dichroism.

3.1.3 The role of magnetic circular dichroism on HD-AOS
The work presented in this section was part of the Ph.D. thesis of Yassine Quessab [183]

and was carried out in collaboration with the Center for Memory & Recording Research
(CMRR) at the University of California San Diego (USA) where he spent some time as a
visiting student. For more details we refer the interested reader to Yassine Quessab Ph.D.
thesis [183] and to the related publications [184,185].

Helicity-dependent all-optical domain wall motion in ferromagnetic thin films

To obtain a better understanding of the mechanism of HD-AOS, we started studying the
optical response of a magnetic domain wall (DW) to an ultrashort laser pulse excitation [184].
The experimental protocol consisted in creating a single DW in a Pt/Co multilayer sample
and measure its displacement after different excitation conditions. We varied the position of
the laser spot compared to the DW and its helicity.

The action of exposing a DW in a Pt/Co/Pt single layer to 40 fs laser pulses with a fluence
kept below the nucleation threshold is depicted in figure 3.7 (a). A clear displacement of
the DW is only observed for two combinations (σ+, M−) and (σ-, M+) while the other
combinations had no effect. Indeed, when the DW is excited by σ+ (resp. σ-) polarized
laser pulses, this leads to an expansion of the M+ (resp. M−) magnetic domain. The effect
of the light polarization is depicted in figure 3.7 (b). The maximum DW displacement is
obtained when the light polarization is circular and no displacement is observed when it is
linear. Moreover, the amplitude of the displacement is rather similar for both helicities.

While the effect of the polarization is pretty clear from the experiments, exciting the
sample with a large number of pulses at a high repetition rate (5 kHz) leads to a modification
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(a) (b)

Figure 3.7: (a) Magneto-optical images of domain wall motion in Pt(4.5 nm)/Co(0.6
nm)/Pt(4.5 nm) induced by 40 fs 5 kHz laser pulses with right-circular (σ+) and left-circular
(σ-) polarizations with an energy per pulse of 12.5 mJ/cm2. The laser beam spot is centered
on the DW. (b) Normalized DW displacement as a function of the angle of the quarter-wave
plate and the degree of light ellipticity. Adapted from [183].

of the local temperature thus creating time dependent temperature gradients. During my
first years in the Laboratoire de Physiques des Solides in Orsay, we reported that such a
temperature gradient leads to a vortex wall displacement toward the hotter part of a in
NiFe nanostrips [186]. As can be observed in figure 3.8, exciting the sample using a linearly
polarized light triggers a motion of the DW towards the center of the laser spot in agreement
with what we reported in NiFe. Therefore, the DW displacement under the action of laser
pulses is the the summation of two different effects; one which is helicity dependent and
tends to expand one magnetic domain to the detriment of the other, the other one being a
pure thermal effect and therefore helicity independent which forces the DW to move to the
center of the laser spot.

DW displacement under the excitation of polarized laser pulses can be understood when
considering the magnetic circular dichroism effect. In our experiments, the laser beam spot
overlaps with two domains of opposite magnetization directions. Therefore a difference in
absorption in the M+ and M− domains should result in the creation of temperature gradient
across the DW. Taking into account a MCD of 2% [130] and using a two temperature model,
we estimated a difference of temperature of 10 K between the two magnetic domains. In
Co/Pt thin films, the domain wall width is typically in the range of 10 nm. Therefore, the
temperature gradient across the DW due to MCD is of the order of 1 K/nm−1. Using the
same model as Torrejon et al. [186], we estimated that such a thermal gradient would result
in a 7 mT effective magnetic field acting on the DW which is of the same order of magnitude
that the field required to unpin a DW in such a sample. However, to confirm the role of
MCD, it is important to know the actual direction of the temperature gradient and which
magnetization state is the least absorbent for both helicities.
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Figure 3.8: (a)-(c) Mageto-optical images of a DW in a Pt(4.5 nm)/Co(0.6 nm)/Pt(4.5 nm)
thin film irradiated with 40 fs linearly polarized laser pulses with a fluence of 7 mJ/cm2

. The center of the laser beam spot, represented by a white star, is on the DW (a) and
off-centered in (b) and (c). Adapted from [183].
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Resolving the role of magnetic circular dichroism in multishot helicity-dependent
all-optical switching

In order to resolve the problem of the relevance of a purely thermal mechanism based on
the MCD to explain HD-AOS and laser induced DW motion, we decided to perform time
resolved magneto-optical Kerr measurements as a function of the helicity of the pump pulse
[185]. The investigated sample is a ferrimagnetic alloy grown by DC magnetron sputtering
with the structure Glass/Ta(2)/Co70Tb30(20)/Pt(2) (thickness in nm).

Since the ultrafast magnetization dynamics in metallic systems depends on the amount
of absorbed light, it is therefore possible to extract the MCD from helicity dependent ul-
trafast magnetization dynamics measurements. In the linear regime, we can assume that
the magnetization change is proportional to the absorbed laser fluence. Therefore, we can
estimate the modification of the magnetization induced by a single laser pulse for all four
combinations of light polarization (σ-, σ+) and initial magnetization direction (M+, M−):

M(σ−,+) = (∆R + δR) + (∆M + δM)
M(σ−,−) = (∆R− δR)− (∆M − δM)
M(σ+,+) = (∆R− δR) + (∆M − δM)
M(σ+,−) = (∆R + δR)− (∆M + δM)

(3.4)

∆M refers to the helicity independent and δM indicates the helicity dependent component of
the magnetization change. By reversing the light helicity, the demagnetization rate changes
by ±δM , which is directly proportional to the MCD. The change of the reflectivity only
depends on the helicity of the light. Linear combinations of the four equations allows us to
extract both ∆M and δM . The convention used in Eqs. 3.4 yields δM proportional to [A(σ-,
+) - A(σ-, -)] (equivalently to [A(σ+, -) - A(σ+, +)])with A being the light absorption. The
results are plotted in figure 3.9

The helicity independent magnetization dynamics ∆M (figure 3.9 (a)) is actually sim-
ilar to what would have been obtained using a linearly polarized light. Interestingly, the
difference between the two magnetization dynamics due to the MCD represented by δM is
clearly visible ( figure 3.9 (b)). We can thus conclude that the amplitude of the MCD in
our sample is about 1%. Moreover, since δM < 0, this implies that the MCD is negative.
Therefore, pumping with a σ- polarization (respectively, σ+)more light is absorbed by the
magnetic medium for the magnetization pointing down (respectively, up) leading to a higher
demagnetization efficiency.

By combining these results with laser induced DW motion experiments performed on
this sample, we unambiguously determined that the DW moves towards the hotter region.
Therefore, the direction of the laser induced DW propagation is directly related to the
direction of the temperature gradient. As it was shown previously that multishot HD-AOS
involves a helicity independent domain nucleation followed by a helicity dependent DW
motion, it results that thermal effects, e.g., the temperature gradient arising from the MCD,
is probably the main driving force leading to HD-AOS.
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Figure 3.9: (Helicity-independent (∆M) and (b) helicity- dependent (δM) magnetization
dynamics induced by circularly polarized light. δM is proportional to the magnetic circular
dichroism. Adapted from [185].
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Figure 3.10: Quasistatic room temperature magnetic properties of Glass/ Ta (3 nm)/Pt
(5 nm)/Cu (80 nm)/GdxFeCo1−x (5 nm)/Ta (5 nm) films for (20% < x < 30%) and the
pump–probe experimental configurations. (a) Variation of the coercive field HC and the
saturation magnetization Ms as a function of the Gd content (x). (b)and (c) Sketch of the
time resolved experimental configurations that enable to separately study of light pulse and
hot electron pulse induced ultrafast magnetization dynamics. Adapted from [187].

3.1.4 All-optical helicity-independent switching in GdFeCo alloys
In this section, we will focus on the influence of the excitation parameters and the prop-

erties of GdFeCo on the HI-AOS process.

Hot-electron induced magnetization reversal in GdFeCo based heterostructures

As it was demonstrated in section 2.1, unpolarized hot electrons generated by the ab-
sorption of a femtosecond laser pulse could be used to demagnetize a Co/Pt multilayer
buried under a 100 nm thick Cu layer due to ultrafast electronic transport. Wilson et
al. have shown the possibility to use hot electrons to perform magnetization reversal in
GdFeCo [188]. However, the timescale of such a magnetization reversal remains unknown,
and this magnetization reversal was only reported for one composition of GdFeCo. These
results triggered different fundamental questions: What is the timescale of this switching
process? Is it similar to the one reported for the light-induced AO-HIS? Since the demagne-
tization timescale of rare earth and transition metal magnetic atoms are different, can hot
electrons reverse the magnetization in both Gd-rich and FeCo-rich alloys? If yes, are the
two reversal timescales similar? These questions were tackled by Marwan Deb and Yong Xu
during their postdoctoral fellowships [187].

The study was carried on a series of 5 nm thick GdxFeCo1−x layers made of an amorphous
alloy with different concentrations of Gd ranging from 20% to 30%. The full multialyer
structure was: Glass/Ta (3 nm)/Pt (5 nm)/Cu (80 nm)/GdxFeCo1−x (5 nm)/Ta (5 nm).
The static magnetic properties are summarized in figure 3.10 (a) where the coercive field and
the saturation magnetization are plotted as a function of the Gd concentration. The magnetic
compensation at which the magnetization of both sublattices are identical is obtained for a
Gd concentration of xcomp = 26% leading to the vanishing of the net magnetization and the
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Figure 3.11: Magneto-optical Kerr images obtained after the excitation of GdxFeCo1−x films
by up to four direct light pulses for five different values of laser fluences ranging from 0.75 to
3.5 mJ.cm−2 and hot electron pulses for five different values of laser fluences ranging from 4
to 12.25 mJ.cm−2. Adapted from [187].

divergence of the coercive field.
Using our engineered multilayer structures together with femtosecond laser pulses, we can

investigate the ultrafast magnetization dynamics induced either by a direct optical excitation
(figure 3.10 (b)) or by an indirect excitation induced only by hot electrons (figure 3.10 (c)).
In this indirect configuration, the GdFeCo film is optically shielded by the 80 nm thick Cu
layer. Both static MOKE imaging experiments as well as TRMOKE measurements were
performed to study the light and hot electrons induced magnetization switching.

Single laser shot HI-AOS can be observed in samples with a Gd concentration ranging
from 23% to 28% which surround the compensation concentration (figure 3.11 (top)). The
images obtained for various laser fluences prove that samples having a composition closer to
compensation require less power to switch. Moreover, the influence of the laser fluence on the
switching confirms the existence of a power threshold which depends on the concentration.
This point will be discussed in more detail in the next section. Similar results were obtained
when using hot electrons to excite the GdFeCo layer (figure 3.11 (bottom)). However, the
required laser fluence is four times higher than for direct optical excitation. These results
prove once again that the ultrafast magnetization switching in GdFeCo has a purely thermal
origin.

To further compare direct optical and hot electrons excitations, we performed TRMOKE
measurements. Figure 3.12 clearly shows that both type of excitation lead to a similar
magnetization dynamics and reversal. Here again, HI-AOS is obtained above a threshold
fluence within a certain composition range around xcomp (22 < x < 28). In both cases, the
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Figure 3.12: Comparison between the magnetization dynamics induced in 5 nm thick
GdxFeCo1−x films by (a) femtosecond laser and (b) hot-electron pulses excitations for six
different concentrations around the compensation concentration and for laser fluencies of 3.2
and 15 mJ.cm−2, respectively. The amplitude of the external magnetic field is adjusted to
be slightly larger than the coercive field for each sample in order to ensure the same initial
magnetic state. Adapted from [187].

femtosecond pulse generates a large increase of the electron bath temperature for a short
time which leads to the magnetization reversal. Far from the compensation concentration,
the magnetization dynamics looks similar to the one measured on ferromagnetic thin films.

These results demonstrated the possibility to deterministically reverse the magnetization
of an embedded GdFeCo layer within few tens of picoseconds, opening up the possibility to
integrate them in more complex spintronic devices.

Switching state diagram of GdFeCo

Despite the large number of investigations on single shot HI-AOS, the influence of the
laser parameters such as fluence and pulse duration as well as the properties of the GdFeCo
alloys such as the concentration and the thickness, has not been systematically investigated.
We investigated the role of all these parameters during the Ph.D. thesis of Jiaqi Wei [189,190].
The investigated samples are deposited by DC magnetron sputtering onto a glass substrate
according to the following multilayered structure: glass/Ta (3 nm)/Pt (5 nm)/Gdx(FeCo)1−x
(t nm)/Ta (5 nm). The GdFeCo thickness t was either 10 nm or 20 nm. All the samples
exhibit perpendicular magnetic anisotropy and the magnetic compensation was obtained for
a Gd concentration 24% ≤ xcomp ≤ 25%.

Figure 3.13 present HI-AOS state diagram obtained on 20 nm Gdx(FeCo)1−x alloys with
22% ≤ x ≤ 27%. We observe that above a certain fluence defined as Fswitch, the magneti-
zation of the GdFeCo is reversed. Above a certain fluence Fdemag, a multidomain state is
observed in the middle of the spot. The state diagrams obtained for the different samples



Magnetization reversal mechanism leading to helicity-dependent all-optical switching 74

Figure 3.13: HI-AOS state diagrams of 20 nm Gdx(FeCo)1−x for (a) 22% ≤ x ≤ 25% and
(b) 25% ≤ x ≤ 27%. The switching regions for different Gd concentrations are highlighted
by colored dashed lines. Adapted from [189].

share similar outlines. Indeed, for all concentrations, Fswitch increases linearly with the pulse
duration while Fdemag is independent of the pulse duration. However, notable variations can
be observed as the alloy composition varies. For instance, the minimum switching fluence
FCswitch leading to HI-AOS decreases and the maximum pulse duration τmax increases when
approaching the compensation concentration. Furthermore, reducing the alloy thickness
from 20 to 10 nm induces an increase of τmax ujp to 11.8 ps for x = 25% and a decrease
of FCswitch by a factor of ≈ 2. The fact that FCswitch scales with the layer thickness can be
ascribed to the variation of the laser absorption and the total magnetic volume, indicating
that a smaller thickness helps reaching higher energy efficiency for HI-AOS devices. Fur-
thermore, calculations based on the atomistic spin model allowed reproducing the behaviors
observed experimentally.

From our experimental results and the atomistic calculations, we concluded that the
absence of variation of Fdemag with the laser fluence is due to the phonon temperature
reaching the Curie temperature of the alloy. Therefore, a higher Curie temperature should
lead to an increase of τmax. Moreover,the electronic excitation and the emperature seems to
play a crucial role in HI-AOS. Indeed, shorter laser pulses allow reaching higher electronic
temperature leading to a reduction of the fluence required for magnetization reversal to take
place. These results provide a way to further develop this materials, which will be of great
significance for the application of HI-AOS.

Role of the spin-lattice coupling in HI-AOS

The role of the spin-lattice coupling in the HI-AOS of ferrimagnetic alloys was studied
during the postdoctoral fellowship of Wei Zhang [96]. To do so, we studied single-shot all
optical switching phenomenon by tuning the Gd and Tb concentrations in Gd1−x−yTbyCox
alloys. While Gd has no orbital mometum, the large orbital mometum of Tb induces
a strong spin-orbit coupling therefore favoring the transfer of angular mometum to the
lattice. The spin dynamics taking place from femtosecond to picosecond timescales was
carefully measured using TRMOKE. The investigated multilayer structure was Glass/Ta(3
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Figure 3.14: HI-AOS state diagrams for Gd1−x−yTbyCox thin films with x = 78% and 80%,
while y varies from 6.1 to 14% and 5.5 to 12.5%, respectively. Adapted from [96].

nm)/Pt(5nm)/Gd1−x−yTbyCox(5 nm)/Cu(3nm) /Ta(5nm).
In a first time, we determined the state diagrams for these alloys as done in the previous

section (Figure 3.14. They present a similar shape as the one presented in the previous
section for pure GdFeCo alloys [189]. However, Fswitch and Fdemag as well as τmax strongly
depend on the Tb concentration. Indeed, Fswitch increases, while Fdemag decreases for higher
Tb concentration for a given pulse duration. We also found that the fluence range showing
HI-AOS is larger and τmax is longer for lower Tb concentrations.

The magnetization dynamics measured in Gd15.9Tb6.1Co78 as a function of the laser
fluence and for different pulse duration are displayed in figure 3.15. In the case of 60 fs
pulse duration, above a fluence of 1.37 mJ/cm2, a clear change of sign of the magneto-optical
signal within the first 20 ps indicates a reversal of the magnetization. The maximum reversal
amplitude is obtained for a fluence of 1.37 mJ/cm2. Further increasing the fluence leads to
the formation of a multidomain state within the center of the laser spot therefore decreasing
the signal. When the pulse duration increases, the reversal of the signal becomes weaker
and no reversal could be measured for a pulse duration ≤ 550 fs. Similar measurements
were performed for samples with x = 80% and 84%. We found that the switching occurs for
x = 78% and 80%, when the concentration of Tb y is lower than 12.2 and 9.8%, respectively.
For x = 84%, no switching could be observed whatever the Tb concentration, even at
the shortest pulse duration. The difference in τmax measured using signle pulse MOKE
microscopy and TRMOKE might come from the presence of a significant DC heating due to
the high laser repetition rate (5 kHz).

To better understand the role played by the Tb in the alloys, we performed atomistic
simulations using the VAMPIRE software package [191]. We focused on the Gd1−x−yTbyCox
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(a) (b) (c)

Figure 3.15: Ultrafast magnetization dynamics of Gd15.9Tb6.1Co78 measured for different
laser fluences and for various laser pulse duration pulse ranging from 60 to 550 fs. Adapted
from [96].

alloy with x = 80% and 5.5% ≤ y ≤ 12.5%. A specific damping was assigned to each
constituent of the alloy instead of using a net damping of the system. This allows accounting
for the different spin-lattice coupling between Gd and Tb. Here, we firstly fixed the element-
specific damping values for the Tb to 0.08 to reproduce the experimental results, while the
ones for Gd and Co were set to 0.02. Simulated magnetization dynamics and AO-HIS state
diagram show very good qualitative agreement with the experimental results. Furthermore,
we noticed a clear increase in the simulated critical fluence Fswitch when increasing the Tb
damping constant.

Based on our experiments and simulations, we concluded that the absence of AO-HIS
observed when increasing the Tb concentration is due to an increase of angular momentum
transfer to the lattice and therfore a reduction of the transfer to the Co sublattice. For more
details, we refer the interested reader to [96].



Chapter 4

Perspectives

The results obtained during the last decade on ultrafast magnetization dynamics, ul-
trafast spin transport in magnetic multilayers, and laser induced magnetization switching
showed that even though incredible progress have been made, a complete description of these
phenomena remains elusive due to their intricacies.

Regarding ultrafast spin transport, many questions remain unanswered to this day. For
instance, what are the spin-dependent scattering processes controlling superdiffusive spin
transport? How do locally absorbed hot electrons when injected into a ferromagnet interact
with magnons or phonons? Does the spin diffusion length of photoexcited hot electrons differ
from the one measured at the Fermi energy? What is the role played by the interfaces? Can
non-equilibrium spin current be filtered to improve the spin polarization? Why is Gd the
main source of spin current in Gd based ferrimagnetic alloys? And finally, what are the
microscopic processes responsible for magnetization reversal in ferromagnetic spin-valves
(see section 2.2.4)?

Different approaches can be followed to try answering these questions. As I will present in
the next chapter, we have just developed a new experimental setup allowing for measuring
THz emission in magnetic multilayers. This new technique could prove useful in under-
standing ultrafast transport phenomena even though our first results tend to show that due
to the high number of intricate conversion mechanisms, and most importantly, due to the
high sensitivity to changes in the optical properties, extracting absolute numbers for spin-
tronic phenomena remains extremely challenging [192]. Nevertheless, it remains a powerful
characterization technique.

Information on ultrafast spin transport could also be obtained using the TRMOKE tech-
nique by measuring for instance the spin accumulation generated by the laser pulse exci-
tation [87, 88, 193] and/or by using a crossed magnetization configuration to trigger spin
transfer torque [87–89]. These experiments could help understanding the spin current gener-
ation in Gd based ferrimagnetic alloys and the difference with similar samples using Co/Gd
bilayers.

The energy distribution of optically created hot carriers could be assessed by measuring
the current injected from a mettalic multilayer into a semiconductor through a Schottky
barrier [194]. Preliminary results seem to show that some excited carriers generated in a 5
nm thick Pt layer on top of a 100 nm thick Cu layer in contact with Si can cross the Schottky
barrier at the Cu/Si interface when excited by a 35 fs, 800 nm laser pulse. This encouraging
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results have to be reproduced and could open the way to studying the energy distribution
and spin dependent ultrafast transport of optically excited hot electron.

Regarding laser induced magnetization switching, recent results obtained in collaboration
with the group of SPINTEC on laser induced magnetization switching in Co/Tb multilayers
led us to investigate once again RE-TM alloys with RE=Tb, Dy, and Ho and TM=Co and
Fe. This study is actually carried out by Yi Peng during her Ph.D. thesis and indicates that
single shot switching can be obtained within these alloys. However, the switching mechanism
which we do not fully understand at the moment is clearly different than the one observed
in Gd based systems. Furthermore, we do not have any information yet about the switching
dynamics which could also help us understanding the magnetization reversal process. These
alloys could prove useful in the development of ultrafast magnetic memories due to their
much higher magnetic anisotropy compared to Gd based layers. This is an important aspect
in order to use these materials in ultrafast functional memories and logic elements which
become even more crucial when the bit size shrinks down to the tens of nm scale. Another
approach we also follow consists in including Gd in Tb based alloys. Our recent results
suggest that only few percent of Gd allows for observing a robust toggle switching while
keeping a strong perpendicular anisotropy.

Our latest results about the possibility of switching the magnetization of ferromagnetic
layers in spin valve structures on the picosecond timescale provide a new route for pushing
spintronics down to the femtosecond timescale (see section 2.2.4). However, a complete
microscopic mechanism is still lacking which is mainly due to the intricacy and the numerous
different physical processes involved in the observed magnetization reversal. Indeed, the
spin-polarized current leading to the magnetization reversal can have different origins. For
instance, the laser pulse absorption leads to the creation of highly energetic electrons resulting
in the appearance of a spin polarized current due to spin-dependent scattering and mobility.
Another mechanism responsible for the creation of a spin current comes from the ultrafast
demagnetization due to laser heating. In this case, it is assumed that electron-magnon
coupling conserves spin angular momentum. Thus the spin loss during the demagnetization
results in an out-of-equilibrium spin accumulation among itinerant electrons which can be
transported by diffusion. Furthermore, the spin-dependent reflection and transmission of
hot carriers at interfaces should also be taken into account. Therefore, engineered magnetic
heterostructures with controlled bulk and interface properties will be required to improve
our comprehension of this intringuing and complex problem.



Chapter 5

Research related activities

5.1 Experimental development
An important part of an experimental physicis work consists of developing and constantly

improving or modifying experimental setups with the aim to make them easy to use and
reliable. In the following, I will describe the experimental development I did since I entered
the CNRS.

In 2010, I joined the group imaging and dynamics in magnetism of the Laboratory of
Solid-State Physics (LPS) in Orsay as a full time CNRS researcher. The aim of my project
was to study the ultrafast magnetization dynamics with a clear focus on the role played by
hot electrons following laser excitation. For this purpose, I first obtained a regional grant
(see section 5.4) to develop a TRMOKE setup at the LPS [79, 195]. At the same time,
I was co-directing the Ph.D. of Nathan Beaulieu with Dr. Fausto Sirotti at the SOLEIL
synchrotron on the TEMPO beamline where we setup for the firs time in SOLEIL time-
resolved experiment combining laser excitation and soft X-Rays as a probe of the induced
dynamics. This allowed us to study for instance the electronic and magnetization dynamics
of Gd epitaxial thin films [196], multiphoton photoemission from Au(111) surface state with
800 nm laser pulses [197], and time resolved magnetic scattering of CoPd maultilayers [198].

In 2013, I joined the group SPIN at the Jean Lamour Institute in Nancy where I was given
the opportunity to develop the topic of ultrafast magnetization dynamics together with Prof.
Michel Hehn and Prof. Stéphane Mangin. To do so, I had to build up a full setup allowing
for performing time resolved experiments as well as Kerr microscopy. I chose to purchase an
amplified Ti:Sa laser (Legend Elite USX from COHERENT). This works at 5KHz repetition
rate with pulse duration around 35 fs at the sample position and a pulse energy of 2.5 mJ
at the laser output. The central wavelength is 800 nm but it can be tuned from 300 to 2600
nm using an optical parametric amplifier (TOPAS from LIGHT CONVERSION).

The TRMOKE setup was first developed with the help of Nicolas Bergeard during his
postdoctoral fellowship. Since then, it was relocated in the IJL building and the actual setup
is shown in figure 5.1 (a). In this experiment, the pulsed laser beam is split into two beams
using a beam splitter. The pump beam is kept at a wavelength of 800 nm and is used to
excite the dynamics we want to measure. Its spot size is usually in the 300-600 µm range.
The frequency of the probe is doubled using a BBO crystal so its wavelength is 400 nm and
its spot size is usually around 50 µm. This allows filtering the pump before the detection
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(a) (b)

Figure 5.1: (a) TRMOKE and (b) MOKE microscopy setups.

performed by a balanced photodiodes detector and to avoid state filling effects. The time
resolution is obtained by controlling the delay between the pump and probe pulses. To do
so, we use a delay line with a maximum length of 30 cm which allows for a maximum delay
of about 2 ns with a minimum incremental time of 6 fs. The setup can esaily be adjusted
to perform front or back excitation through a transparent substrate. The sample is located
within an electromagnet allowing applying magnetic field up to 1 T. The setup is fully
interfaced using a Labview program we developed. This allows for measuring time resolved
MOKE or reflectivity as well as hysteresis loops. The program was recently updated by Jon
Gorchon in order to harmonise our different setups within the laboratory to facilitate their
use by the students and postdocs.

The MOKE microscope combines the possibility to image the magnetic state of our
sample after being excited by a certain number of 800 nm laser pulses. A pulse picker is
used to vary the number of laser pulses from single pulse to continuous excitation. It also
allows for controlling the duration between two subsequent pulses. The pulse is focused on
the sample with a lens down to 50 µm. The excitation can be done at normal incidence
when it is done through the substrate or under an angle of ≈ 45 degrees when exciting from
the imaging side. The polarization of the laser pulse can be modified form linear to circular
using an achromatic quarter-wave plate. Microscopy imaging is performed from the other
side of the sample using a light emitting diode with a center wavelength around 630nm.
We used a crossed polarizer-analyser configuration to measure the intensity change induced
by the magnetic Kerr effect after the reflection of the light on the magnetic sample. The
imaging is done by a charg coupled device (CCD) camera which is protected by a filter to
avoid laser pulses to reach it. The magnetic contrast is usually obtained by subtracting
a reference image obtained after saturation of the sample using a magnetic field from the
image obtained after laser excitation. The imaging resolution is about 1 µm.

At the end of 2021, we built together with Jon Gorchon a THz time domain spectroscopy
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setup. We used the same laser characteristic as for the TRMOKE experiments. Here again,
the laser beam is split into two parts: a large (roughly 1mm FWHM) pump beam impinging
on the sample at normal incidence is used to excite the magnetic multilayer and a probe
beam which is used to detect the THz pulse via electro-optic sampling in a 1mm 〈111〉 ZnTe
crystal [199, 200]. Our first study was recently published [192]. A new cryostat and an
electromagnet will be installed by the end of the year in order to perform low temperature
experiments.

During next year, a nitrogen-vacancy (NV) center microscope will also be installed on the
optical tables. The microscope will be customized to allow direct excitation of the sample
using our femtosecond laser. This will allow us to study in details the magnetic structures
created by the laser excitation without any disturbance with a spatial resolution in the 25-50
nm.

5.2 Supervising responsibilities
1. Thesis

During my carrier, I have been supervising many students involved in the ultrafast
magnetization dynamics and reversal topic during the last twelve years. In the following
I will only enumerate the Ph.D. thesis, Master thesis, and postdocoral fellowships I
was officially (co-)directing.

− 2011-2013: Nathan Beaulieu, Electronic and magnetic properties induced by laser
excitation: from monocrystalline Gd to ferrimagnetic alloys, Univesrité Paris Sud,
Orsay [196,197]

− 2014-2016: Mohammed Salah El Hadri, Magnetization reversal mechanism lead-
ing to all-optical helicity-dependent switching, Université de Lorraine, Nancy
[174–176,179,181]

− 2017-2020: Quentin Remy, Ultrafast spin dynamics and transport in magnetic
metallic heterostructures, Université de Lorraine, Nancy [161,162,164]

− 2017-2020:Philippe Scheid, Investigation of light – induced ultrafast magnetiza-
tion dynamics using ab initio methods, Université de Lorraine, Nancy [129, 135,
201,202]

2. Master M2

− 2018: Boris Seng, Optically controlling the magnetization reversal of a ferromag-
netic material using a single laser pulse, Université de Lorraine, Nancy

3. Postdoctoral fellowships

− 2014-2016: Nicolas Bergeard studied the hot electrons induced ultrafast magne-
tization dynamics in [Co/Pt] multilayers [137,140]
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− 2016-2018: Marwan Deb mainly focused on laser and hot electrons induced mag-
netization dynamics in bismuth-substituted yttrium iron garnet [148,151,152,203].
He was also deeply involved in different other studies in collaboration with other
postdocs or Ph.D. students [160,185,187]

− 2018-2019: Georgy Kichin investigated the influence of pulse duration, fluence,
and laser spot size on all-optical helcity dependent switching in Pt/Co/Pt multi-
layers [182]

− 2018: Satoshi Iihama studied single-shot multi-level all-optical magnetization
switching mediated by spin transport in ([Co/Pt]/Cu/GdFeCo) spin valve struc-
tures [160,161]

− 2017-2019 Yong Xu focused on studying laser and hot electrons induced magne-
tization reversal in GdFeCo [187, 204]. He also participated in th ework of Boyu
Zhang during his Ph.D. thesis [205–207]

− 2021- : Junta Igarashi, Investigation of ultrafast transport phenomena in magnetic
multilayers, Université de Lorraine, Nancy

5.3 Collective responsibilities

5.3.1 Conference organization
1. Conference organizing committee

− Colloque Louis Nèel, Sait-Dié des Vosges, France (2016)

− Ultrafast Magnetism Conference, Nancy, France (2022)

2. Conference Session Chair

− Joint European Magnetic Symposia, Conferecen session co-chair, Dublin, Ireland
(2008)

− Joint European Magnetic Symposia, Conferecen session co-chair on “Ultrafast
laser-induced magnetization dynamics, magneto-optics and magnetoplasmonics”,
Mainz, Germany (2018)

− Joint MMM-Intermag Conference, Conference session chair on "Femtosecond Ex-
citation of Magnetism", New Orleans, U.S.A. (2022)

5.3.2 Lab responsibilities
− 2017-2022 Member of the IJL scientific committee of the center of competence on optics

and Lasers
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5.3.3 Ph.D. examiner
− Davide Betto, New materials for Spin Electronics, November 2015, Trinity College

Dublin, Dublin, Ireland

− Cyril Leveillé, November 2022, Synchrotron SOLEIL, Saint-Aubin, France

− Youri W. L. van Hees, Quick as a flick - All-optical control over ultrafast magnetiza-
tion writing and spin transport, December 2022, Eindhoven University of Technology,
Eindhoven, The Netherlands

5.4 Fundings
− 2010-2012: Laureat RTRA "Digiteo - Triangle de la Physique" Junior chair, LPS Orsay.

− 2014-2016: Laureat Excellent researcher Initiative, Université de Lorraine.

− 2014-2022: Programme Opérationnel FEDER-FSE Lorraine et massif des Vosges,
Grand Est.

− 2015-2019: ANR UMAMI Understanding the Mechanism of Ultrafast All Optical Mag-
netization Switching, P.I. G. Malinowski, IJL Nancy
Collaborations: LCPMR (Paris), LOA (Palaiseau).

− 2017-2019: ANR SWANGATE Spin-WAve Nanochannels for reprogrammable logic
GATEs, P.I. M. Hehn, IJL Nancy
Collaborations: IEF Bures-sur-Yvette,IPCMS Strasbourg.

− 2019-2022: CAP-MAT CAPteurs intelligents pour la transformation des MATériaux
(des ressources aux produits) , P.I. S. Mangin, IJL Nancy.
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