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Résumé

La possibilité de contrôler l'ordre magnétique sur des échelles de temps extrêmement cour-

tes a concentré beaucoup d'attention autour du magnétisme ultra-rapide. Cette thématique de

recherche est d'importance capitale pour le développement de futures mémoires de données ex-

igeant moins d'énergie pour une vitesse d'écriture plus rapide. Ce n'est que lors de la dernière

décennie qu'il a été montré qu'il est possible de renverser de manière déterministe l'aimantation

avec des impulsions laser femtoseconde dans certains matériaux tels que GdFeCo ou MnRuGa.

Le retournement tout optique de l'aimantation dans ces matériaux ne dépend pas de l'hélicité

de la lumière incidente (on parle alors deAll Optical Helicity-Independent Switching- AO-HIS)

et peut être e�ectué après une impulsion laser femtoseconde unique. L'AO-HIS est cependant

restreint à certains matériaux ferrimagnétiques, et loin d'être général. Le mécanisme clé est la

quantité d'énergie transmise au système via la lumière.

Dans cette thèse nous proposons plusieurs stratégies pour contrôler cet e�et thermique. Dans

une première approche, nous considérons des arrangements périodiques de nano-disques de

[Co/Gd/Pt] sur substrat de verre. Ces structures montrent des résonances de réseau de surface

dans le domaine visible et se caractérisent par une forte absorption d'énergie lumineuse par le

système considéré. Nous montrons que l'excitation de ce mode optique permet de réduire de 400

% la �uence seuil pour laquelle l'AO-HIS est observé. Par ailleurs, l'excitation de la résonance

plasmonique augmente l'activité magnéto-optique par plus de 5000%, ce qui est prometteur pour

une sensibilité de lecture �able. Une étude conjointe menée avec un angle d'incidence oblique

a permis de mettre en lumière l'existence de résonances de réseau de surface dont l'origine est

magnétique, résultat important d'un point de vue fondamental.

Dans une deuxième approche le système multicouche GdFeCo/Cu a été étudié. Nous mon-

trons que pour une couche de Cu de plus en plus épaisse, le système électronique est mieux

refroidi permettant ainsi d'observer l'AO-HIS pour une plage de �uences plus grande pour un

temps d'impulsion donné. Ainsi la couche de Cu peut jouer le rôle de dissipateur de chaleur. La

conséquence directe est la possibilité, pour les échantillons à grande épaisseur de Cu, d'étendre

l'AO-HIS jusqu'à des temps d'impulsion de 25 picosecondes. Cette étude devrait faciliter

l'intégration de l'AO-HIS dans les périphériques de stockage de données de demain.

Mots-clés: Magnétisme, Physique ultra rapide, Plasmonique.



Abstract

The opportunity to control magnetic order at the short time scale focused a lot of attention

around ultrafast magnetism. This research topic is of primary importance for the development

of data storage devices that seek faster magnetization reversal combined with energy e�ciency.

It has been shown over the last decade that magnetization can be reversed deterministically

by means of a single ultrafast arbitrary polarized laser pulse, so-called All Optical Helicity-

Independent Switching (AO-HIS). So far, this kind of light-induced magnetization reversal is

restricted to a few ferrimagnetic materials such as GdFeCo or MnRuGa. Since AO-HIS can be

performed with linearly polarized ultrafast laser pulses, it is believed that the underlying physics

stands for a pure thermal e�ect, meaning that only the amount of energy transfered from the

incoming light to the electronic system matters.

In this work we propose various strategies to control this thermal e�ect. First we consider

a periodic arrangement of [Co/Gd/Pt] nanodisks on glass substrate. These structures have been

shown to exhibit surface lattice resonances in visible range, characterized by a strong absorption

enhancement. In this way we demonstrate that the excitation of such optical mode leads to

a reduction of the threshold �uence for observing AO-HIS by 400%. Also, such collective

resonances enhance the magneto-optical activity by 5000%, promising for a reliable readout

sensivity. Probing the magneto-optical behaviour of the metasurfaces with an oblique angle of

incidence reveals the existence of magnetism-induced surface lattice resonances. We believe

that this latter result is important from fundamental point of view.

The second strategy involves the multilayer system GdFeCo/Cu. We show that thicker Cu

layers allows the electronic system to cool down more e�ciently so that AO-HIS can be observed

for a larger range of �uences for a given pulse duration. Thus this adjacent Cu layer plays the

role of a heat sink. A direct consequence is the possibility, for samples with thick Cu layers, to

extend AO-HIS to larger pulse durations, until 25 picoseconds. This study must facilitate the

integration of AO-HIS in future magnetism-based data storage devices.

Keywords: Magnetism, Ultrafast physics, Plasmonics.
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Chapter 1

General introduction

The purpose of this chapter is to highlight the motivation which drives this thesis. The chapter

consists of a general introduction followed by a short presentation of the �elds of plasmonics

and ultrafast magnetism but also an awareness of the materials we need for our research works.

Finally the scope of this thesis is described.
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CHAPTER 1. GENERAL INTRODUCTION

1.1 Introduction

In 2022, a lot happened every minute online: 66 thousand videos and photos shared on Insta-

gram, 510 thousand comments posted on Facebook, 452 thousand streaming hours on Net�ix,

16.2 million texts are sent, 4 722 dollars spent on Amazon, 1.145 trillion MB per day. Society

is changing, in which widely used items are connected leading to the emergence of the Internet

of Things (IoT). If the number of such devices was around 7.74 billion in 2019, it is expected

to overcome 25 billion in 2030 especially due to the development of autonomos vehicles and

information technology (IT) infrastructures. This trend a�ects all facets of society: industrial

control, logistics, retail, e-health, smart agriculture, smart cities, smart environment, smart en-

ergy. Everyday things get connected for a smarter future.

The "cloud" stores the information but it exists by means of data centers that are full of

hard disk drives (HDDs) and cooling systems. HDDs rely on several magnetic e�ects. Writing

process is usually performed with a magnetic �eld while recording is done with giant magne-

toresistive sensors (GMR)1,2. The discovery of GMR, awarded by the Nobel Prize in Physics in

2007, led to a signi�cant improvement of read-head sensitivity permitting a reduction of the bit

size in HDDs for getting a greater areal density. This magnetism-based approach for storing data

gave rise to non-volatile writing of information. However, the areal density of such devices was

believed to never be able to overcome a limit of the order of 500 Gb/in2.

Since reduction of bit size makes the granular media magnetically harder, i.e. requires

much higher magnetic �eld to reverse magnetization, the development of heat-assisted magnetic

recording (HAMR) paved the path for larger areal density with the use of reasonable magnetic

�eld amplitude3,4. Indeed a near-�eld transducer (NFT) con�nes the light at nanoscale and soften

the magnetic system so that it can be switched with low magnetic �eld while a subsequent heat

sink layer restores the granular media to its initial temperature for a stable magnetic recording.

In this way the areal density could reach 4Tb/in25.

In this perspective future magnetism-based data storage devices require strategies that com-

bine faster magnetization reversal, higher energy e�ciency and larger areal density. The emer-

gence of femtomagnetism gives opportunites to control magnetization over hundreds of fem-

toseconds combined while plasmonics enables a control of light at nanoscale below the di�rac-

tion limit. Thus magneto-plasmonic nanostructures made of materials that exhibit all-optical

helicity-independent switching are of particular interest since they could enable energy e�cient

magnetization control of single nanometer sized magnetic elements (bits) at the femtosecond

time scale and thus meet all requirements of future information technologies at once.
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1.2 Ultrafast magnetism

Beaurepaireet al. opened the research topic of ultrafast magnetism by demonstrating exper-

imentally ultrafast demagnetization of a 20 nm-thick Ni continuous �lm subjected to a single 60

fs laser pulse6. The system has been shown to lose half of its magnetization amplitude over the

�rst picosecond then to recover its initial state at longer time scale. This pioneer work gained

signi�cant attention from both a fundamental and an application point of view.

The discovery of Stanciuet al. that the magnetization of a GdFeCo alloy �lm can be con-

trolled by the helicity of circularly polarized femtosecond laser pulses put this �eld at another

level of interest7. They �rst suggested that all-optical magnetization switching (AOS) depends

of light helicity. In contrast to the initial interpretation Raduet al. pointed out that light-induced

magnetization switching in this ferrimagnetic material can be performed for arbitrary polarized

light8. This gave rise to a class of AOS so-called all-optical helicity-independent switching (AO-

HIS). The underlying physics is an initial energy transfer between the light and the electron bath

which then gives energy to the spin baths without dissipating this energy to the crystal lattice

due to spin-orbit coupling. Then both spin subsystems can exchange angular momentum via

exchange scattering. However AO-HIS is restricted to a few ferrimagnetic materials.

Less than ten years ago, Lambertet al. triggered a great interest from the community since

they showed that AOS can be extended to a wide range of magnetic materials such as ferromag-

netic thin �lms and granular media9. They gave birth to a new class of AOS, so-called all-optical

helicity-dependent switching (AO-HDS), since unlike AO-HIS, the magnetization reversal re-

quires circularly polarized light the helicity of which actually depends on the magnetic state.

Also, a single laser pulse is rarely enough to switch deterministically the magnetization.

These recent progress sound of particular interest for the future photonic integrated circuits.

Since fast current-induced domain wall motion and AO-HIS have been demonstrated simulta-

neously in the multilayer [Co/Gd]2
10�12, one could combine AOS for ultrafast energy e�cient

information writing on a racetrack memory13,14. These magnetic domains could then be moved

by means of the spin Hall e�ect15�17 and readout by means of magneto-optics (MO)18. In this

manner it is possible to cut down intermediate electronic steps saving some time and energy.

Although light is used for magnetic recording in these hybrid platforms, it should be noted

that the maximum achievable spatial resolution of optical read back, via magneto-optical Kerr

e�ect (MOKE) microscopy, might hardly be able to go below 100 nm because the wavelengths

in use are in the visible range or the loss of resolution in near-�eld magneto-optical imaging

techniques19. Thus such photonic platforms must rely on GMR sensors for probing the magnetic

orientation of the magnetic bits.
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1.3 Plasmonics

The ability of metallic nanostructures to control the light at nanoscale gave rise to the �eld of

plasmonics20,21. Excitation of plasmonic mode occurs when light drives coherent oscillations of

free electrons of the nanoparticle. This electron density oscillaton leads to EM �elds enhance-

ment in the vinicity of the nanostructures. Widespread applications of plasmonics in various

�elds were made possible thanks to the development of new strategies to synthesize nanoobjects

such as top-down approach by means of nanoimprint, electron-beam lithography, chemistry and

templated synthetic methods. The optical behaviour of metallic nanostructures can be controlled

by nanoparticle size and shape but also by the way they are arranged. These parameters them-

selves can be controlled as well as the atomic composition to be in line with current and future

needs of medical devices, electronics industry and energy science.

Plasmonics �nds its applicability in the next generation of nanosensors. The resulting �eld

enhancement allows to detect molecules with a high sensitivity and transduce biological events

and enhance Raman signal22. Also thermoplasmonics provides new strategies for photothermal

therapies and controlling light-induced drug release in living cells facilitating the healing of

diseases23.

Plasmonics also explores new ways to full�ll the current needs for energy harvesting24,25.

Absorption enhancement induced by the excitation of plasmonic modes lowers signi�cantly the

amount of material required for solar energy gathering in comparison to widely used photo-

voltaic devices. This leads to new designs of solar cells. Solar to chemical energy conversion

by means of photocatalysts also matters in this kind of devices. In this context, the use of plas-

monic metallic nanoparticles as photocatalysts has been shown to boost this energy conversion,

promising for the current energetic transition.

For now, the integration of plasmonic nanostructures seems to be the only way to guide light

below the di�raction limit with an e�cient light-to-matter energy conversion in nanoscale re-

gions. Thus plasmonics is of particular interest for the further developements of energy e�cient

densily packed signal-processing platforms. The ability of strongly localize and enhance the en-

ergy has been alredy integrated in HAMR technologies by means of plasmonic nanostructures,

so called near-�eld transducer (NFT), that heat, and then soften, the granular media at nanoscale

leading to much greater areal density. The underlying energy transfer is achieved by coupling

the highly enhanced near-�eld around the NFT to the media. Thus, the impact of this coupling

has to be taken into account when optimizing the plasmonic resonance NFTs. Moreover, NFTs

need to be heat sinks to avoid their self-destruction by self-heating which accompanies the decay

of coherent plasmon oscillations to electron-electron and electron-phonon scattering.
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1.4 Geopolitics of ressources

Geopolitics studies how geographical factors impact international policy and international

relations. Then geopolitics of ressources describes how natural ressources are allocated all over

the world. We use mainly rare earths as well as transition and heavy metals. We want to brie�y

address the geopolitical risks around these materials.

Most of the cobalt is extracted in the Democratic Republic of the Congo. The resulting mas-

sive mining requires the management of major problems such as environmental pollution leading

to huge health issues due to food and water contamination, worker exploitation, unfair market

practices, accident hazard but also corruption, widespread use of violence and local population

forced to move. Everything that makes the democracy weaker. Amnesty International estimated

that 40 000 children are involved in cobalt mining in this country synonym of Human Rights

violation. Even more surprising, 80% of the industrial exploitation is owned and funded by

chinese companies. This asymmetry gives rise to large hostility within the Democratic Republic

of the Congo and creates unfair practices with local companies that extract cobalt.

In parallel, China predominates in the rare-earths market. These materials are necessary for

the production of wind turbines, magnets, smartphones, rechargeable batteries, hybrid vehicles

and many other equipements. Owning these ressources means having decision-making power

on energy transition. This monopoly of China is due to its ability to extract the interest elements

from mining the initial rocks in which they are found. Geopolitical risks are important like when

China stopped to supply Japan in rare-earths and metals in 2010 despite Japan needed it badly.

Few alternatives have been proposed to reduce the geopolitical risks: stop dependence on China,

recycling and change the way the technologies are produced but also relocate the mining and

processing operations. Currently the best candidates are believed to be Australia and Greenland.

The last three materials that we use, copper, platinum and tantalum, have been identi�ed as

critical minerals. Institutions investigated the place of this ore in the energy and the transport

and how global warming will impact demand. In any case they highlight that copper production

will have to raise signi�cantly. This request must have some implications. For instance Chile is

one of the main suppliers but must extract this material in the most arid regions. The country

then proposed to replace missing freswater by seawater. However, transporting this water at

high altitude areas combined with the aggravation of water desalination will need inexorably to

further increasing energy consumption and brine discharge.

This way we want to make the reader aware about the impact of the extraction of the materials

we used in this work on the environment, the energy consumption, the health of local populatons

of mining countries but also global economy and the stability of democracy.
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1.5 Scope of this thesis

In this thesis, we aim to intervene on two aspects of the future HAMR technologies, the

granular media and the heat sink layer. We design a magnetoplasmonic metasurface as future

bit patterned media while we study how cooling of the magnetic media by an adjacent metallic

heat sink layer can extend the scope of AO-HIS to much larger laser pulse durations. In Chapter 2

we introduce the conventional magnetization dynamics and we describe the magnetic properties

of the materials that have been used in this work. We actually highlight that the magnetization of

these materials can be reversed deterministically by an ultrafast arbitrary polarized laser pulse.

The underlying mechanism of this light-induced magnetism switching is a pure thermal e�ect

and we aim to support this absoprtion-based process with plasmonics.

Chapter 3 introduces some of the basic concepts in optics, plasmonics and magneto-optics

that are crucial for the understanding of the systems we designed for energy e�cent AO-HIS

in plasmonic magnetic metasurfaces. In particular we highlight the di�erent strategies to excite

a plasmonic mode and stress the resulting e�ects such as absorption enhancement, requisite to

enhance AO-HIS.

Chapter 4 reviews the continuing developement of magnetoplasmonic platforms, in the con-

text of the future HAMR technologies, with a more energy e�cent control of magnetic order at

nanoscale combined with enhanced magneto-optical (MO) e�ects by means of light. We stress

how this thesis is part of this trend.

Chapter 5 details the experimental techniques that have been used in this thesis. After shortly

describing how the samples have been grown and characterized by means of optical and MO ex-

periments, we discuss how we obtain nanostuctures through a top-down approach. We further

explain the physics of ultrafast lasers and how we probe light-induced magnetization reversal

with domain formation visible with a MOKE microscope. We also present the developement

of TR-MOKE microscopy that allows to probe magnetization dynamics with spatial resolution.

We stress that this latter can be used as a simple MOKE microscope whose pump and and probe

wavelengths are tunable, very convenient to study the dependence of AO-HIS on the pump wave-

length in magnetoplasmonic metasurfaces. Finally we detail how we performed numerical sim-

ulations with the software COMSOL Multiphysics®.

Chapter 6 gives a strategy of magnetoplasmonic metasurface design for energy e�cient sin-

gle pulse AO-HIS. By arranging magnetic [Co/Gd/Pt]N nanodisks into periodic arrangements,

we show that we can excite a surface lattice resonance mode that leads to a �vefold enhance-

ment of optical absorption. More importantly, we demonstrate that this absorption enhancement

leads to a reduction of the minimum �uence required for AO-HIS of the nanostructures by more
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than 400% compared to the unpatterned �lm. Also, the excitation of this collective resonance

improves the MO activity by a factor up to 50 on resonance paving the path for future energy ef-

�cient highly sensitive all-optical data storage devices. The impact of the design of the periodic

array on the position, width and amplitude of surface lattice resonances (SLRs) is discussed.

Along this line, Chapter 7 presents the dependence of the signal-to-noise ratio (SNR) on the

wavelength of the probe pulses. We demonstrate that the MO contrast is strongly dependent

on the wavelength and how it has been adjusted to optimize the analysis of AO-HIS MOKE

images. The MO contrast is related to the complex Kerr angle of the metasurfaces and the

intrinsic Kerr rotation and ellipticity have been extracted. In contrast to the expectation that

the magnetic metasurfaces should exhibit either one or two SLRs fors- andp-polarized light

at oblique incidence respectively, our data show three resonances for both polarizations. We

explain this �nding as the �rst demonstration of purely magnetism-induced SLRs.

Chapter 8 emphasizes that the maximum laser �uence and pulse duration resulting in AO-

HIS in thin GdFeCo continuous �lms can be controlled by the thickness of adjacent Cu layer

thickness since it plays the role of a heat sink. We demonstrate that increasing this latter from

5 nm to 900 nm considerably raise the maximum laser �uence while the switching threshold

�uence remains almost unchanged. As a consequence making the heat sink layer thicker enables

AO-HIS at laser pulse duration our results suggest to be much greater than 10 picoseconds. We

stress that the measured increase of the maximum �uence limit of AO-HIS with the heat sink

layer thickness unambiguously proves that this limit is not due to a breakdown of the underlying

reversal mechanism but unsu�cient cooling of the electrons/spins.

Chapter 9 summarizes and concludes this thesis work and gives some perspectives.
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Chapter 2

All-optical magnetization switching

This chapter aims to �rst introduce the basics of conventional magnetization dynamics and the

magnetic properties of the materials that we used in this thesis. Then, starting from pioneer

works on non-equilibrium heating of electrons and ultrafast demagnetization, we highlight that

the magnetization of these magnetic systems can be reversed deterministically by a single ar-

bitrary polarized ultrafast laser pulse whose underlying mechanism relies on a pure thermal

e�ect.
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2.1 Introduction

We start this chapter with conventional magnetization dynamics described by Landau-

Lifschitz-Gilbert equation. Then we detail the magnetic properties of the magnetic materials

that have been used in this work. We explain why rare-earth transition-metal amorphous alloys

can exhibit perpendicular magnetic anisotropy and how temperature impact its magnetic prop-

erties for a �xed rare-earth concentration. After shortly mentioning pioneer works in ultrafast

physics, we point out that the magnetization of such materials can be reversed deterministically

by a single ultrafast laser pulse. Since the light helicity is not requisite to be circular, we stress

that this kind of light-induced magnetization switching is driven by a pure thermal e�ect.

2.2 Conventional magnetization dynamics

We �rst describe the conventional magnetization dynamics in which magnetization ampli-

tude is preserved.

2.2.1 Landau-Lifschitz equation

The dynamics of the space and time-dependent magnetizationM(r; t ) of a ferromagnet

driven by an e�ective magnetic �eld can be described by the following di�erent equation

@M
@t

= � 
 LL (M � � 0H ef f ) +
�

MS
(M � (M � � 0H ef f )) (2.1)

discovered by L. Landau and E. Liftschitz in 1935 with a phenomenological parameter� to take

into account the motion damping26. 
 LL is de�ned as the norm of the electronic gyromagnetic

ratio 
 as


 LL = j
 j = j
g� B

~
j (2.2)

whereg is the Landé factor,~ the reduced Planck constant,� B the Bohr magnetron andMS

the saturation magnetization. The magnetization is locally impacted by the e�ective �eldHef f

whose various origins are explained later. It should be mentioned that the norm of the magneti-

zationM(r; t ) is conserved in Equation (2.1). The �rst term on the right side of Equation (2.1)

is orthogonal to both the magnetization and the e�ective �eld as shown in Figure 2.1. It in-

duces a torque that makes the magnetization precess around the e�ective �eld. The second term

introduces a damping orthogonal to the magnetization but also the precessional term, tending
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to return the magnetization to the equilibrium position whose orientation is collinear with the

e�ective �eld.

Figure 2.1: Sketch of magnetization precession for (a) undamped motion (b) damped motion.

The e�ective �eld �nds its origin from the contributions of the interactions driving the atomic

magnetic moments27,28:

ˆ The Zeeman interaction takes into account the interaction between magnetic dipolesmi

and an external magnetic �eldHext : Ezee = � � 0
P

i mi :Hext (r i )

ˆ The magnetic dipolar interaction, standing for a long range interaction, shows

the e�ects of di�erent induced magnetic dipoles on macroscopic scale:Ed =

� � 0
2

P
i 6= j

3(mi :uij mj :uij )� mi :mj

jr ij j3 wherer ij = r i � r j anduij is the unit vector with the same

direction asr ij . In a �nite system, all the dipolar �elds do not compensate each other

resulting in demagnetizing �eld within, and a stray �eld outside the medium.

ˆ The exchange interaction is characterized by the interaction at short range between two

spinsSi andSj as: Eex = � Jex
P

i 6= j Si :Sj whereJex is the exchange constant. A pos-

itive (negative) constant leads to a parallel (antiparallel) con�guration of the spins that

minimizes (maximizes) the energy. In metals, conduction electrons are responsible of ex-

change interactions. In transition metals (TM),3d electrons contribute to magnetism but

also to exchange interactions. In rare-earths (RE), exchange interactions come froms, p,

andd while the magnetism is induced by4f electrons. That is why the exchange cou-

pling is weaker in RE than in TM. This interaction is responsible of collective behaviour

then long range magnetic order if the thermal activation is weak enough. The order is lost
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above a critical temperature and leads to paramagnetism. This temperature corresponds

to the so-called Curie temperatureTC and Neel temperatureTN for ferromagnetic and

antiferromagnetic order, respectively.

ˆ The spin orbit couplingESO = � SO
P

i L i :Si whereL i andSi are the orbital and spin

angular moments, respectively. This contributes to many e�ects, both volume like mag-

netocrystalline anisotropy and surface like Rashba and Edelstein e�ects. In particular, in

case of crystalline anisotropy, the resulting energy orientation is determined by the mag-

netization direction and the anisotropy axes induced by the crystallographic structure.

2.2.2 Landau-Lifschitz-Gilbert equation

Another phenomenological formulation of the magnetization dynamics has been provided

by T. Gilbert in 1955, taking into account a damping term proportional to the frequency of the

precession and expressed as29

@M
@t

= � 
 LLG (M � � 0H ef f ) +
�

MS
(M �

@M
@t

) (2.3)

with


 LLG = 
 LL (1 + � 2) (2.4)

where� is the phenomenological Gilbert damping parameter. The damping �nds its origin in

di�erent phenomena such as scattering of itinerant electrons, Foucault's currents from conduc-

tors, spin pumping into non-magnetic metallic materials or direct magnon-phonon coupling in

conductors but also in insulators30,31. Thin �lms also contain defects (more than nanostructures)

that can contribute to damping via for instance two magnon scattering32.

Also, considering a metallic magnetic layer/metallic non-magnetic layer interface where the

non-magnetic layer plays the role of a capping layer for instance, the magnetization of the mag-

netic layer creates a spin current that is injected into the non-magnetic layer. Taking into account

this contribution, two additional terms can be considered in equation (2.3) referring to �eld-like

torque and damping-like torque. The losses associated to these terms lead to an additional ef-

fective damping term contributing to the total damping33�35.

2.3 Rare-earth transition-metal alloys

Now we detail the magnetic properties of the magnetic materials that we use in this work.
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2.3.1 Magnetization

The net magnetization of rare-earth transition-metal alloys (RE-TM) is given by the sum

of the magnetization of both sublattices. For a given temperature, one RE atomic composition

xcomp leads to a zero net magnetization. Then, ifxRE � xcomp (xRE � xcomp), the resulting

magnetization is determined by the magnetization orientation of the TM (RE) sublattice.

2.3.2 Exchange

In case of RE-TM amorphous alloys, three exchange interactions should be taken into account

to describe its magnetic behaviour properly: the exchange interaction induced by two RE atoms

J RE � RE , another by two TM atomsJ T M � T M and the last one by a coupling between one RE

atom and one TM atomJ RE � T M . In particular, the exchange interaction in TM originates from

overlap of3d orbitals that are the source of magnetism. In metals such as Fe, Co and Ni, the

constantJ T M � T M is positive that is why these elements are ferromagnetic. It is quite di�erent

in case of RE as this interaction is based on5d conductions electrons polarized by4f orbitals.

They are localized close to the positively charged nucleus, do not contribute to interatomic bonds

but are responsible of the total magnetic moment by summing all the single moments. Their

interaction is a long range interaction that is positive in case of RE elements such as Tb and

Gd36.

As a consequence, it is necessary to take into account the positive exchange between4f and

5d orbitals in RE elements linked to a direct exchange coupling between3d and5d sites on TM

and RE, respectively. Campbell described indeed this mechanism in 1972 through 3 di�erent

couplings37:

ˆ Positive exchange interaction between spin moments of5d orbitals and4f orbitals in RE

elements:J 5d� 4f > 0

ˆ Negative exchange interaction between spin moments of3d electrons from TM atoms and

spin moments5d electrons from neighboured RE atoms :J 3d� 5d < 0

ˆ Spin-orbit coupling in RE elements between the orbital momentumL4f and the spin mo-

mentumS4f de�ned by� � L4f :S4f where a negative� describes a light RE element (Ce,

Pr, Nd, Pm, Sm and Eu) while a positive� describes a heavy RE element (Gd, Tb, Dy, Er,

Tm et Yb)

More precisely, the sign of� will also dictate the alignement of the magnetizations of the two

elements: ferromagnetic (negative constant) or antiferromagnetic (positive constant) as sketched
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in Figure 2.2.

Figure 2.2: Coupling between a transition-metal element and a (a) heavy (b) light rare-earth element

In general,jJ T M � T M j > jJ RE � T M j > jJ RE � RE j. Thus the magnetized TM can induce a

RE magnetization at temperature where the pure RE system would be paramagnetic38. The total

magnetic moment can be obtained by adding the magnetic moments of each sublattice.

2.3.3 Anisotropy

Random anisotropy

In case of crystalline materials, the exchange and anisotropy properties are preserved in the

volume. Thus studying the primitive cell of a crystal is su�cient to describe the properties of

the bulk material. In case of amorphous materials, the disorder induces a non-equivalence of

atomic sites, that leads to a distribution of exchange and anisotropy contributions. R. Harris,

M. Plischke and M. J. Zuckermann introduced in 1973 the following Hamiltonian to explain the

impact of a random anisotropy on the magnetic state of amorphous materials39

Ĥ =
1
2

X

i;j

J (r i;j )Si :Sj �
1
2

X

i

D i (n i :Si )2 (2.5)

The �rst term is the exchange contribution withJ (r i;j ) the nearest-neighbor exchange con-

stant and the second term corresponds to the random anisotropy contribution whereD i is the

single-ion anisotropy constant. They showed that the ratioD=J governs the magnetic state of

the sample and distinguished three main cases.
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The casejD=J j � 1 corresponds to speromagnetism40. The random anisotropy is domi-

nant and leads to a zero macroscopic moment at T = 0K as spins are randomly distributed over

all directions as sketched in Figure 2.3(a). This occurs for alloys made of RE and TM with

high concentration of RE such as Tb75Fe25
41 and Tb75Au25

42. If speromagnetic materials can be

considered as random antiferromagnets, a dominant random anisotropy can also lead to asper-

omagnetic structures with spontaneous magnetization, induced by spins randomly distributed

over some directions with a given probability40,43as shown in Figure 2.3(b). Hence asperomag-

netism can be described as random ferromagnetism.

Figure 2.3: Macroscopic representation of (a) speromagnetism (b) asperomagnetism (c) sperimagnetism

and (d) ferrimagnetism.

Another case corresponds tojD j � j J j that describes RE-TM alloys we study. Then, the

energy of the system can be explained by the following Hamiltonian according to Harris' de-

scription

Ĥ = �
1
2

X

i;j

J (r i;j )RE � T M SRE
i :ST M

j �
1
2

X

i;j

J (r i;j )T M � T M ST M
i :ST M

j �
1
2

X

i

D RE
i (n i :SRE

i )2

(2.6)

As jJ T M � T M j > jJ RE � T M j > jJ RE � RE j, the exchange contribution RE-RE is negligi-

ble and does not appear in Equation (2.6) whileD T M
i is neglected since the magnetocrys-

talline anisotropy is weak in3d metals comparing to RE elements. Two subcases can be

distinguished. The �rst one consists of dominance of exchange contribution, that is to say

jJ T M � T M j > jJ RE � T M j � j D RE j, and leads to either ferromagnetic or ferrimagnetic order

depending on the sign ofJ T M � T M andJ RE � T M . Alloys such as GdCo, GdFe and GdFeCo are
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concerned by this description. AsJ Gd� Co=F e=F eCo is negative and Gd atoms have no local orbital

moment, a simple antiferromagnetic coupling is observed as shown in Figure 2.3(d).

The second subcase, illustrated in Figure 2.3(c), corresponds tojJ T M � T M j > jJ RE � T M j �

jD RE j, that is to say the moments orientation of the RE elements is determined by its anisotropy

and the exchange interaction with the TM elements. It has been observed in systems such as

DyCo3, DyNi340, TbFe2, YFe2
44,45or DyCu46. Its structure is sperimagnetic and consists of two

spin sublattices (for instance one for Tb and the other for Fe). Basically, the exchange is dominant

in Fe while each atom of Tb has a random uniaxial anisotropy, due tojJ RE � T M j � j D RE j,

resulting in a distribution of the Tb moment in a cone. AsJ RE � T M < 0, the Tb moments are

antiparallel to the Fe moments. The cone angle has been evaluated for DyCo3 and TbFe2 from

XMCD or neutron re�exion measurements36,40.

Pair-order anisotropy

R. J. Gambino, P. Chaudhari and J. J. Cuomo �rst discussed in 1974 the impact of the

growth methods on the magnetic anisotropy with a selective resputtering mechanism resulting

in a atomic short range ordering responsible of the perpendicular magnetic anisotropy47 (PMA).

This has been followed by the experimental demonstration of the PMA in a GdCo �lm48. In

addition, in 1978, R. J. Gambino and J. J. Cuomo studied in details the mechanism responsible

of PMA in amorphous alloys coming from pair-order anisotropy (POA) and described statistics

on preferential orientation of the di�erent types of bonds49. In particular, Co-Co and Gd-Gd

pairs tend to be parallel to the �lm plane while Gd-Co tend to be parallel to the sputtering di-

rection. Despite these convincing discussions, no clear experimental evidence could lead to the

exact impact of POA on PMA. R. C. Taylor and A. Gangulee investigated the same system but

prepared by thermal evaporation50. They highlighted that the preparation method is crucial for

determining the preferential pair directions. In particular, opposite to the interpretations from

sputtered magnetic �lms, they explained that Co-Co and Gd-Gd pairs contribute to the PMA

while Gd-Co pairs appear to be in the �lm plane direction.

Advancements in extended x-ray absorption �ne structures (EXAFS) standards51,52and EX-

AFS spectroscopy53 allowed V.G. Harriset al. to demonstrate a short range structural anisotropy

in sputtered TbFe �lms54,55. Indeed, using glancing and normal incidences, they showed that

PMA is induced by like atom pairs preferentially oriented along the �lm plane and unlike atom

pairs preferentially oriented out of the plane. This experimental evidence is in agreement with

predictions from R. J. Gambino, P. Chaudhari, and J. J. Cuomo47. Another study from F. Hell-

man and E. M. Gyorgy underlines the importance of temperature during the growth process
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and its impact on the texturation of the structure56. Finally, in 2001, V. G. Harris and T. Pokhil

experimentally demonstrated enhancement of PMA in sputtered TbFe �lms due to selective re-

sputtering of surface adatoms, leading to POA, that is to say atomic-scale structural anisotropy57.

Figure 2.4: Saturation magnetization as function of temperature for (a) GdFe alloys, (b) GdCo alloys and

(c) TbFe alloys. The solid and dashed lines are derived from the mean-�eld theory. Figure adapted from

reference 58.

2.3.4 Compensation temperatures

The magnetic properties of RE-TM alloys depend strongly on the RE elements concentra-

tion59. In particular, in case of GdxFe1� x , the magnetization related to each sublattice evolves

with the temperature, for a �xed Re concentration, according to Figure 2.4(a). Forx < 0:15, the

magnetization of the system is dominated by the Fe sublattice magnetization until the Curie tem-

peratureTC while for x > 0:3, the magnetization of the system is dominated by the Gd sublattice

magnetization untilTC . Hansenet al. demonstrated for the �rst time the existence of temper-

ature compensation of magnetizationTM in GdFe ferromagnetic system58. For intermediate

composition, both sublattices have similar magnetic behaviours and at the so-called temperature

compensation, the sublattice magnetizations are equal but of opposite sign resulting in a net

zero magnetization of the alloy. It should be noted that the Gd sublattice magnetization decays

faster with increasing temperature than the Fe sublattice magnetization since the exchange in

TM elements is stronger than in RE elements.

Increasing the Gd concentration tends to strengthen its magnetization at low temperatures

and a higher temperature is needed to reach the compensation. This behaviour has been demon-
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strated experimentally60 but also predicted with atomic spin simulations61,62. For a given tem-

perature, it also exists a composition, so-called compensation composition, at which magnetic

moments of each sublattices have opposite contributions leading to a total zero magnetization or

an in�nite coercive �eld. Hansenet al. showed in the same period similar behaviour for RE-TM

alloys based on the RE Dy and Ho with the same TM Fe and Co63.

Figure 2.5: (a) Magnetization precession frequencies! F MR and! ex as function of temperature.! F MR

and! ex denote the ferromagnetic and exchange resonances, respectively. The insets sketch these modes.

The solid lines show what to expect theoretically. (b) Gilbert damping parameter� ef f as function of

temperature. Lines are guides to the eye. Figure adapted from reference 64.

These systems also exhibit compensation temperature of angular momentum resulting in zero

net angular momentum at this speci�c condition65. This property has been observed in 2006 by

Stanciuet al. during their investigation of the evolution of magnetization precession and Gilbert

damping parameter with temperature64. As presented in Figure 2.5, they revealed the existence

of such compensation temperature of angular momentumTA in GdFeCo with a maximum of

both parameters at the same temperature. The same year, Binderet al. demonstrated the same

behaviour is GdCo alloys66. This property is believed to allow a faster manipulation of magne-

tization, speeding the motion of domain wall as suggested by Kimet al.67 or accelerating spin

dynamics in GdFeCo as demonstrated by Stanciuet al.64. Very recently, Hirataet al. stressed

that both compensation temperaturesTM andTA are not independent68. They even provided a

theoretical framework to explain their experimental observations and proposed a method to de-

termineTA from TM andTC , paving the path for the development of spintronics devices based

on ferrimagnetic materials.
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2.4 From non-equilibrium electron heating to all-optical

magnetization switching

This last section aims to review shortly the emergence of ultrafast physics, leading to the

recent discovery of all-optical magnetization switching (AOS) that can be performed in the mag-

netic materials that we studied in this work.

2.4.1 Emergence of ultrafast physics

When a metal is illuminated by an ultrafast laser pulse whose pulse length is shorter or of the

same order of magnitude as the hot carrier energy loss lifetime, then it was predicted that elec-

tron and phonon thermal baths are not thermalized69. Eesley observed �rst out-of-equilibrium

electron heating in metals70 followed by Brorsonet al. who performed out-of-equilibrium elec-

tron heating in Au by measuring transient re�ectivity in Au layer induced by an ultrafast laser

pulse as shown in Figure 2.671. They pumped from sample side while they probed re�ected

light from sapphire substrate side. The rise of re�ectivity depends on Au thickness due to heat

propagation time in the samples. However, all delays remain shorter than the electron-phonon

relaxation time as both baths thermalize after 1-3 ps72. In this perspective their results suggested

that heat transport is mediated by out-of-equilibrium electrons. This was con�rmed by further

studies72�74 and similar measurements of transient re�ectivities have been performed for Ag75

and Cu76,77.

Figure 2.6: Transient re�ectivity measured on gold �lms 50, 100, 200 and 300 nm thick. The sample is

excited from thin �lm side while the system is probed from the substrate. Figure from reference 71.

The behaviour of hot carriers also depends on crystalline structure72,78. Electron-defect scat-

19



CHAPTER 2. ALL-OPTICAL MAGNETIZATION SWITCHING

tering can impact electron-phonon and electron-electron coupling. As a consequence, the pres-

ence of grain boundaries in polycrystalline systems has been shown to make the transport slower

than in single-crystalline structures72,78. Similar trend is observed in nanoparticles. Besides, the

ballistic transports describes well the �ow of hot electrons in thin �lms but di�usive motion is

required to explain inhomogeneously heated thick �lms79. From these developments both bal-

listic and di�usive electronic transports have been combined to treat properly the �ow of hot

carriers in metallic systems79�81.

These pioneer works opened the way for intense studies in ultrafast physics. As we will

discuss now, these studies have been followed by the demonstration of ultrafast demagnetization

then by the opportunity to reverse deterministically magnetization by means of light only. The

opening of such research topic �ts with the ceaseless demand of data storage industry to switch

magnetization faster with less requisite energy.

2.4.2 Ultrafast demagnetization

Vaterlauset al. performed in 1991 time- and spin-resolved photoemission experiments to

monitor the out-of-equilibrium magnetization dynamics of Gd. They concluded that spin and

lattice thermalize after 100� 80 ps82, further validated by theory83. Few years later, using time-

resolved MOKE, Beaurepaireet al. induced ultrafast demagnetization of Ni under the excitation

of 60 fs laser pulses6. They probed the magnetization dynamics for a unique laser �uence of 7

mJ/cm² as shown in Figure 2.7. Even if the relevance of linking the MOKE signal and the mag-

netization in ultrafast regime has been questionned84, ultrafast magnetization dynamics has been

con�rmed in further experiments with the use of di�erent techniques such as Second-Harmonic

Generation85,86 (SHG), time-resolved spin polarized photoemission87, X-ray Magnetic Circular

Dichroism88 (XMCD).

Thrilled by this discovery, the scienti�c community started to build a framework which could

explain these results. It was widely admitted at this time that the mechanism was based on hot

electrons put in out-of-equilibrium state due to the absorption of ultrafast laser pulse88�96. Their

energy is above the Fermi energy and they thermalize the spin bath characterised by a transfer

of spin angular momentum. The �ow of hot electrons can create a spin current which is in some

metals highly spin-polarized.

After the pioneer work of Beaurepaireet al.6, Hohlfeld et al. were able, by means of SHG

technique, to deduce electronic temperatureTe from � I + but also the normalized magnetiza-

tion M from � I � where� I � (t) = ( I � (t) � I �
0 (t))=I �

0 (t). This method compares the sums

and di�erences of the SHG signals of the two opposite magnetization directionsI � (t) with the
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Figure 2.7: Transient remanent longitudinal MOKE signal of a Ni(20 nm)/MgF2(100 nm) �lm for 7

mJ/cm² pump �uence. The signal is normalized to the signal measured in the absence of pump beam.

The line is a guide to the eye. Figure and caption from reference 6.

reference signal without the pump pulseI �
0 (t). The following equations describe the evolution

of Te andM under the condition the electrons are thermalized

� I + = cons(T0 � Te(t)) (2.7a)

� I � =
M (Te(t))cos(� )

M (T0)
� 1 (2.7b)

where� is a phase term.

Figure 2.8 shows that electrons are already thermalized after 300 fs while some deviation

for 3 �uences from Weiss model97 is observed for delays smaller than 300 fs, suggesting that

the system is out-of-equilibrium. Then a new context is required to describe properly ultrafast

magnetization dynamics as the system is out of equilibrium98. Theoretial framework provided

by Equation (2.3) is not suitable anymore to describe magnetization dynamics with the loss of

magnetic moment because Equation (2.3) preserves magnetization amplitude.

However, this discovery raised many questions, mostly how is distributed angular momentum

and the impact of light in ultrafast regime. In this perspective, Beaurepaireet al. developped a

three temperature model (3TM) based on two temperature model (2TM) from Anisimov69 with

an additional spin thermal bath to describe the energy and angular momentum transfer between

the electrons, the phonons and the spins, respectively6
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Figure 2.8: (a) Direct comparison of experimental data for delay > 0.3 ps with the �t (solid line) describing

equilibrium from reference 97. (b) Same kind of experimental for three �uences over all the time delay

range. The deviations from the Weiss model indicate an out-of-equilibrium state of electron and spin

systems in the �rst 0.3 ps. Figure from reference 85.

Ce(Te)
dTe

dt
= � gep(Te � Tp) � ges(Te � Ts) + P(t) (2.8a)

Cs(Ts)
dTs

dt
= � ges(Ts � Te) � gsp(Ts � Tp) (2.8b)

Cp(Tp)
dTp

dt
= � gep(Tp � Te) � gsp(Tp � Ts) (2.8c)

whereCe, Cp andCs are the contributions to the speci�c heat of the system of the electrons,

phonons and spins, respectively. In addition,ges, gep andgsp stand for electron-spin, electron-

phonon and spin-phonon interaction constants. The source term interacts only with the electron

bath so then electrons transfer energy to the lattice and the spins. Even if it was admitted by the

scienti�c community that electrons and phonons showing di�erent temperature induce an out-

of-equilibrium state within a period of the order of a picosecond69,99with the electronic bath not

thermalized in subpicosecond time scale100, the spin system was not expected to react that fast

to ultrafast external stimuli101. In this perspective, the results showing ultrafast demagnetization

of Ni observed by Beaurepaireet al. and Hohlfeldet al. were really surprising, even more with

the work of Vaterlauset al. showing a spin relaxation time of hundreds of picoseconds, certainly
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with strong uncertainty but actually supported by further experimental studies102,103.

2.4.3 All-optical magnetization switching

From multiple to single pulse all-optical switching in GdFeCo

Stanciuet al. �rst demonstrated in 2007 ultrafast magnetization reversal of a thin magnetic

�lm of ferrimagnetic GdFeCo alloy with 40 fs circularly polarized laser pulse7. The switching

depended on the helicity of light while linearly polarized light could only provide multidomain

pattern so that no switching is observed as shown in Figure 2.9. Interestingly, right-handed

(resp. left-handed) circularly polarized light pulses reversed the magnetization in black (resp.

white) domains without a�ecting the domains with opposite orientation. The linearly polarized

light did not induce magnetization switching but only a random distribution of small domains

pointing up and down randomly leading to a multidomain state. Besides they demonstrated that

the magnetization can be switched with a 40 fs single pulse whose polarization is circularly

polarized leading to the so-called all-optical helicity-dependent switching (AO-HDS).

Figure 2.9: (a) MO image of the initial magnetic state of the sample before laser exposure. Bright and

dark areas are attributed to magnetic domains whose magnetization points up and down, respectively.

(b) Domain pattern resulting from sweeping the sample at low speed (30�m=s ) with linearly (L), right-

handed (� + ), and left-handed (� � ) circularly polarized beams with a laser �uence of about 11.4 mJ/cm².

The central area of the remaining spots at the end of each scan line consists of small magnetic domains,

where the ratio of up to down magnetic domains is close to 1. Figure from reference 7.

It should be noted this AO-HDS is a generic phenomenon observable, not restricted to Gd-

based materials. Indeed, Alebrandet al. performed AO-HDS on TbxCo1� x subjected to 400 fs
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and 10 ps ultrafast laser pulses104. In particular, they swept the laser on the sample surface whose

polarization was circular. The Tb concentration range to be able to observe AO-HDS suggested

that a key ingredient for magnetization reversal was a compensation temperature between room

temperature and Curie temperature. However, Hassdenteufelet al. managed to switch mag-

netization of TbxFe1� x with concentrations leading to compensation temperature below room

temperature, meaning that it is not a necessary condition for AO-HDS105.

Then, AO-HDS has been shown to be possibly achieved in other ferrimagnetic materials106,

granular media and ferromagnetic materials9 but also arti�cial zero moment magnets107. The

driving force of AO-HDS is still the subject of intense debates. Several origins have been pro-

posed to explain how the symmetry breaking occurs to lead to magnetization switching.

One candidate stands for a pure thermal e�ect based on MCD, in other terms the magnetic

media absorbs di�erently the light depending on its polarization. This mechanism is believed

to be valuable for granular media108,109and thin �lms110. Another widely used explanation is

the Inverse Faraday E�ect (IFE), a concept introduced by Pitaevskii in 1961 for non absorbing

medium111. In this context, Kimelet al. suggested in 2005 a way to non-thermally control the

spin dynamics of DyFeO3 with this approach. From a theoretical point of view, the community

tried to extend the IFE to metallic magnetic systems with the contribution of an extra opto-

magnetic �eld through micromagnetic simulations112,113. However this approach seemed to be

nugatory since the e�ect should last longer than the e�ect origin, in other terms the laser pulse

length.

In addition, Scheidet al. proposed an original mechanism based on Magnetization Induced

during Light Absorption (MILA)114,115. Ab initio calculations performed with density functional

theory suggested the presence of another helicity dependent contribution due to light absorption

by the magnetic material which lasts longer than the light excitation. Despite many investiga-

tions, the real impact of helicity on AO-HDS is not fully understood116,117.

Direct transfer of angular momentum by the light to the magnetic system is another driving

force that has been proposed106. One should keep in mind that light, even with speci�c helicity,

does not inevitably carry angular momentum118�120. In the framework of ultrafast magnetism,

mostly lasers with spatial gaussian pro�les are used. In this perspective, because the amount of

spin angular momentum is proportional to the derivative of the energy amplitude pro�le, then

it could be possible that direct transfer of angular momentum from circularly incoming light to

the magnetic material occurs118.

Since this thesis focuses only on AO-HIS for which light polarization can be chosen linear,

we will not discuss the light helicity anymore.
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All-optical helicity-independent switching

In 2011 Raduet al. took the opportunity to probe the magnetization dynamics of Gd and

Fe sublattices after ultrafast laser excitation using time-resolved XMCD as presented in Figure

2.108. They used only linearly polarized light. They observed that the Fe sublattice demagnetizes

faster than the one of Gd leading to a transient ferromagnetic state. Indeed the Fe sublattice

changes its magnetic orientation after 300 fs while Gd sublattice needs approximately 1.5 ps.

This results in magnetization reversal due to transfer of spin angular momentum between the RE

and TM sublattice by conservation of angular momentum. Indeed, since Gd can not dissipate

energy to the lattice due to net zero orbital angular momentum, it transfers angular momentum

to the Fe sublattice when this latter is demagnetized leading to a transient ferromagnetic state.

Later, Fe sublattice gives back angular momentum to Gd sublattice when it experiences complete

demagnetization, resulting in reversal of the magnetic orientation of both sublattices.

This gave rise to a new class of all-optical switching so-called all-optical helicity-

independent switching (AO-HIS). This result seemed promising for the ceaseless demand in

terms of information writing speed as the e�ciency of an external magnetic �eld �nds its limit

for a time scale shorter than 2.3 ps121.

Figure 2.10: Transient dynamics of Fe (open circles) and Gd (�lled circles) magnetic moments in the �rst

(a) 3 ps and (b) 12 ps. The sample temperature has been �xed at 83 K and the �uence of the laser excitation

was 4.4 mJ/cm². Experimental time resolution of 100 fs is depicted by the solid Gaussian pro�le. The

�ts (depicted in solid lines) stands for a double exponential �t function. The dashed line in both panels

describes the magnetization of the Fe sublattice taken with the opposite sign. Figure from reference 8.

Preliminary results of Stanciuat al. present characteristic demagnetization time of 100 and

25



CHAPTER 2. ALL-OPTICAL MAGNETIZATION SWITCHING

400 fs for TM and RE sublattices, respectively, with corresponding switching time of 0.9 and 28

ps7. The data provided by Radu suggests that complete reversal occurs rather at 150 ps8 that is

more in line with the recent work of Wanget al.122.

A better understanding of the underlying physics has been provided by Ostleret al.123. They

shined a GdFeCo alloy thin �lm with a single linearly polarized laser pulse whose pulse length

and wavelength were 100 fs and 800 nm, respectively. As presented in Figure 2.11, they demon-

strated that this material exhibits toggle switching, in other terms deterministic repetitive switch-

ing. As the light did not carry angular momentum due to its polarization, it was concluded that

ultrafast heating provided by a single laser pulse was enough to perform magnetization switching.

Angular momentum remained required to induce AO-HIS but occured in the material itself with

the transfer of spin angular momentum from one sublattice to another due to the transient ferro-

magnetic state. GdFeCo can actually show both mechanisms124 and MCD explains the results of

Stanciuet al.125. In other terms the magnetic material for a �xed magnetization orientation does

not absorbs equally light for di�erent polarizations resulting in AO-HDS. In case of AO-HIS, the

light polarization in�uences the minimum �uence required to perfom magnetization switching

due to MCD.

Figure 2.11: (a) and (b) Initial saturated magnetized state of the alloy thin �lm with magnetizations

pointing up and down with light and dark grey colours, respectively. (c) and (d) Film after 5 consecutives

pulses with a �uence of 2.30 mJ/cm² for both initial saturated state. The scale bar on the right corresponds

to 25� m. Figure from reference 123.

AO-HIS has been reported in other ferrimagnetic alloy systems such as GdCo126, GdT-

bCo127,128, TbCo129�131 and Mn2RuxGa132 but also in synthetic ferrimagnetic systems based on

multilayer arrangements like Tb/Co133�135, Tb/Fe135 and Co/Gd10,11,136. The AO-HIS can be af-

fected by many parameters such as the laser pulse length137�141, the pulse energy137,139,140,142as

well as the composition in case of alloy systems62,138�141,143.

In particular, Weiet al. reported AO-HIS state diagrams in GdFeCo continuous layers141.
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For that they investigated the e�ect of pulse duration and applied �uence on the single pulse

AOS in GdFeCo. They also varied the thickness and the Gd compositon in the full multilayer

system. Figure 2.12 gives an example for Gd24(Fe90Co10)76. They concluded that the �uence

window for which AO-HIS is observable reduced for longer duration. The minimum �uence for

achieving AO-HIS has been shown to increase with the pulse length while the minimum �uence

requisiste for observing a stochastic multidomain state remains almost una�ected. We discuss

these points in Chapter 8.

Figure 2.12: (a) MOKE images of Gd24(Fe90Co10)76 �lm after being subjected to a single linearly polar-

ized laser pulse with 50 fs, 1 ps and 3 ps pulse lengths. The applied �uence has been varied between 9.5

to 15 mJ/cm2. (b) MOKE images of Gd24(Fe90Co10)76 �lm after being subjected to a 4 ps single linearly

polarized laser pulse with a �uence of 17 mJ/cm2. (c) AO-HIS state diagram of the corresponding mag-

netic system delimited by the threshold �uence for switching (open black and full blue squares) and the

observation of a stochastic multidomain state (full red circles). The values associated to the blue squares

corresponds to a switched domain size of 10� m while the position of black squares have been from the

method proposed by Liuet al.144. Figure from reference 141.

Steil et al. suggested, by performing AO-HIS with 13 ps single laser pulse, that putting the

electrons and phonons strongly out-of-equilibrium is not crucial. Further studies done indepen-

dently by the group of Rasing and group of Bokor con�rmed this statement138,139. In particular,

Gorchonet al. claimed an upper limit of 1 ps for Gd24FeCo against 15 ps for Gd27FeCo139.

According to them, the slow energy transfer rates between the sublattices was responsible of the

short pulse length limit for the lowest concentration of Gd.

Also AO-HIS has been observed for a large range of photon energy, �rst from 1.6 eV to 3.1
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eV137, then from 70 meV to 1.55 eV140, meaning that AO-HIS does not depend on the incident

light wavelength. Even if the applicability of this approach to high-speed magnetic recording

seems clear, the issues about the maximum repetition rate of the switching have been adressed

only very recently. Wanget al. showed in 2021 that a complete switching of GdFeCo occurs

after 100 ps and that at least 300 ps are required to cool down the system in order to perform

reswitching122. In this perspective, Steinbachet al. engineered the whole system to optimize the

cooling resulting in faster writing frequency145 with a delay of 7 ps, closer to the one observed

by Banerjeeet al. with Mn2RuxGa132.

At the momemt, AO-HIS has been observed only in antiferromagneticaly coupled systems in

which each sublattice has its own dynamics as shown in GdFeCo8 or Mn2RuxGa146. Demagneti-

zations of both sublattices are not independent and angular momentum during the process stays

mostly in the electronic system. In this perspective, Bergeardet al. measured that the total an-

gular momentum remains unchanged within a picosecond while TbCo experiences losses after

150 fs due most probably to non zero orbital momentum in Tb leading to signi�cant spin-orbit

coupling in its case147. This supports the statement that AO-HIS is possible once exchange scat-

tering is greater than spin-orbit coupling. Henneckeet al. claimed that the complete transfer of

angular momentum to the lattice is done in the �rst few femtoseconds based on the assumption

that RE and TM sublattices do not exchange any148 while Graveset al. con�rmed earlier that the

the angular momentum exchange occurs over the �rst picosecond149.

From these results, one can extract one key ingredient for being able to perform AO-HIS

in a magnetic system. It should be driven into a regime where angular momentum transfer be-

tween the magnetic subsystems due to exchange scattering is greater than the transfer of angular

momentum to the lattice via spin-orbit coupling. In other terms, the angular momentum should

predominantly stay within the spin system and not be dissipated to the lattice. Gridnev discussed

it theoretically, pointing out that once the conduction electrons are heated up by an ultrafast

laser pulse, then they transfer energy and angular momentum to the phonons and the localized

electrons. His spin dynamics model, accounting for angular momentum transfer between the

subsystems and the lattice, reproduced successfully light-induced magnetization reversal150�152.

In line with the statement of Henneckeet al.148, he stressed that angular momentum stays within

the electronic system over the �rst picosecond.

Other theoretical studies performed over the last ten years supports the thermal nature of

AO-HIS136,139,153�165. Certainly LLG is not adequate since magnetization magnitude changes

during the switching process but Skubicet al. developed an atomistic approach, so-called atom-

istic LLG, that connects the electronic structure of a magnetic material and its spin dynamics166.

28



CHAPTER 2. ALL-OPTICAL MAGNETIZATION SWITCHING

This method can make the electronic motion ultrafast and actually this theoretical framework

successfully described the ultrafast spin dynamics of RE-TM amorphous alloys62. In parallel,

Atxitia et al. derived the Landau-Lifschitz-Bloch (LLB) equation for ferrimagnetic system like

GdFeCo subjected to ultrafast external stimuli which remains valid even for two-component fer-

romagnets or antiferromagnets154. They considered each sublattice as a macrospin with changes

in amplitude and direction. Using a mean �eld approximation, they could describe the macro-

scopic motion of each sublattice in order to quantify magnetization relaxation times for both

sublattices. They further con�rmed the appearance of a transient ferromagnetic-like state156,167

via large scale computer simulations solving the stochastic LLG equation for many individual

atoms159. Another approach based on microscopic 3 temperatures model (M3TM) could also

reproduce transient ferromagnetic-like state157.

Lately, the capability to perform ultrafast magnetization reversal in GdFeCo by means of

picosecond electrical pulse is the most obvious demonstration that the reversal mechanism of

AO-HIS in GdFeCo is solely temperature driven142. Once the electrons overcome a certain

critical temperature after being subjected to ultrafast heat stimuli they are able to bring enough

energy to the spins so that they can exchange angular momentum. This gives rise to a general

class of magnetic order control namely temperature induced magnetization switching (TIMS). In

this context, Figure 2.13 provides two strategies to achieve TIMS by means of light and electrical

pulses.

Figure 2.13: Thermally-induced magnetization reversal in GdFeCo by means of light and electric pulses.

(a) MOKE images after four consecutive 6.4 ps laser pulses with an absorbed �uence of 1.8 mJ/cm2. (b)

MOKE images after four consecutive 9 ps electrical pulses. The scale bars correspond to 5� m. Figure

from reference 142.
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2.5 Open questions

Since the underlying mechanism of AO-HIS is a pure thermal e�ect, one way to make it more

energy e�cient would be to improve light-matter interaction by means of plasmonics since the

excitation of localized or collective modes enhance drastically the energy absorbed by the sys-

tem from the light. Also, the size of written domains in continuous �lms resulting from AO-HIS

remains limited at micrometer scale. This clearly does not compete with the areal density of

current hard disks in the market, about 10 nm lateral width. Plasmonics is also a good candidate

to con�ne light at nanoscale, below the di�raction limit20. Actually, some works already consid-

ered either GdCo nanodisks without plasmonic e�ects126 or the use of external plasmonic non

magnetic antennas on TbFeCo continuous �lms to achieve AO-HIS at nanoscale168. We propose

in this work to reverse magnetization with light in periodic arrays of [Co/Gd/Pt] nanodisks by

means of the excitation of a plasmonic resonance.

Another question that we want to address is the laser pulse duration limit for achieving AO-

HIS to make it more easily applicable in a device. It is commonly believed that a longer pulse

length makes the angular momentum transfer weaker since it does not lead to strong electron

temperature transient state. We will show experimentally and theoretically that this limit is not

determined by a breakdown of AO-HIS but by an une�cient cooling of the electron system. This

issue can be overcome by adjacent heat sink layer that enables the electron system to be cooler

than the Curie point before a certain characteristic time while a non-heat sink layer would just

lead to a stochastic multidomain state.

2.6 Conclusion

We started this chapter by introducing the conventional magnetization dynamics and the

magnetic properties of the materials we used in this thesis. After brie�y highlighting some pio-

neer works on ultrafast physics and ultrafast demagnetization, we stress that the magnetization of

the materials we considered in this thesis can be reversed deterministcally with a single ultrafast

arbitrary polarized laser pulse. In particular, this speci�c light-induced magnetization switching

is driven by a pure thermal e�ect. We expect to support this mechanism with the excitation of

plasmonic modes to increase the energy absorbed by the magnetic systems during AO-HIS. We

introduce in the next chapter the relevant concepts in plasmonics for further developements of

magnetoplasmonic platforms.
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Plasmonics

We propose in this thesis to enhance AO-HIS with the excitation of a plasmonic mode that must

increase absorption in the magnetic metallic system. After introducing the fundamental of clas-

sical electrodynamics in solids, we detail all the strategies given by plasmonics to increase ab-

sorption and justify the one we chose for this work. Since this thesis combines magnetism and

optics, we also give the basics of magneto-optics that are useful for the understanding of this

manuscript.
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3.1 Introduction

We dedicate this chapter to the di�erent approaches given by plasmonics to improve light-

matter interaction. We start with the fundamentals of classical electrodynamics in solids to

provide a simple form of the dielectric function. This latter is crucial for descibing the optical

behaviour of nanostructures. Then we detail the underlying physics of the di�erent approach

and justify why we decide to consider surface lattice resonances. Finally we provide the basics

of magneto-optics, needed for the understanding of this manuscript.

3.2 Fundamentals of classical electrodynamics in solids

Now we put into equations the fundamentals of classical electrodynamics in solids and detail

the boundary conditions. We justify the importance of local response approximation. Then we

present the Drude model, its relevance and its limits.

3.2.1 Maxwell's equations

Macroscopic Maxwell's equations in the classical limit* allow to understand the interactions

between the electromagnetic (EM) �elds and the metals through the relations169

r :D (r ; t) = � f (r ; t) (3.1a)

r :B (r ; t) = 0 (3.1b)

r � E(r ; t) = �
@B(r ; t)

@t
(3.1c)

r � H (r ; t) = J f (r ; t) +
@D (r ; t)

@t
(3.1d)

E andH denote the electric and magnetic �elds, respectively„ . In addition,D andB corre-

spond to the electric displacement and magnetic induction.Jf and� f represent the current and

charge densities produced by free charges. Then Equations (3.1) leads to the continuity equation

* Atoms should be studied quantum mecanically. This failure is justi�ed by similarities between quantum and

classical mechanics discussions.
„ In the macroscopic framework, both �elds are supposed to be averaged over volumes that are in principle much

larger than the characteristic length of the unit-cell of the crystal.
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r :J f (r ; t) +
@�f (r ; t)

@t
= 0 (3.2)

Working with monochromatic �elds harmonic of the formE(r ; t) = E0(r )e� i!t , one can

rewrite Equations (3.1) and (3.2) in the frequency domain Maxwell's equations

r :D (r ; ! ) = � f (r ; ! ) (3.3a)

r :B (r ; ! ) = 0 (3.3b)

r � E(r ; ! ) = i! B (r ; ! ) (3.3c)

r � H (r ; ! ) = J f (r ; ! ) � i! D (r ; ! ) (3.3d)

as well as the continuity equation

r :J f (r ; ! ) = i!� f (r ; ! ) (3.4)

Jf takes into account the induced currentJind and external currentJext densities. In particular

the �rst contribution exists due to the electric �eld in the medium. Then, in order to describe

properly the EM response of the medium, the constitutive equations linkD andE as well asB

andH according to169*

D (r ; t) = � 0E(r ; t) + P(r ; t) = � 0

Z Z
� (r ; r 0; t � t0)E(r 0; t0)dr 0dt0 (3.5a)

B (r ; t) = � 0(H (r ; t) + M (r ; t)) (3.5b)

J ind (r ; t) =
Z Z

� (r ; r 0; t � t0)E(r 0; t0)dr 0dt0 (3.5c)

with P the polarization andM the magnetization coming from electric and magnetic dipoles

induced by bound charges. Throughout this thesis we work at optical wavelenghts, even lower.

This means, according to Landau and Lifschitz170, that magnetization is not well-de�ned because

charges generating it cannot be considered as bound charges in these spectral ranges so thatB

* We assume isotropy and time homogeneity.
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and� 0H are almost the same variables.� 0 and� 0 are the vacuum permittivity and permeability,

respectively* , while � and� de�ne the dielectric function and the conductivity, respectively. The

constitutive equations can be rewritten ink-space after Fourier transforms in time and space as„

D (k; ! ) = � 0� (k ; ! )E(k; ! ) (3.8a)

J(k; ! ) = � (k; ! )E(k; ! ) (3.8b)

From Equations (3.8) we distinguish the contribution of free charges with the conductivity

� and the one of bound charges with the permittivity� noted as� 1
…. By replacingD by D +

i! � 1Jind we can combine both contributions resulting in a new dielectric function

� (r ; r 0; ! ) = � 1 (r ; r 0; ! ) +
i� (r ; r 0; ! )

!� 0
(3.9)

leading to new de�nition of Maxwell's equations

r :D (r ; ! ) = � ext (r ; ! ) (3.10a)

r :B (r ; ! ) = 0 (3.10b)

r � E(r ; ! ) = i! B (r ; ! ) (3.10c)

r � H (r ; ! ) = Jext (r ; ! ) � i! D (r ; ! ) (3.10d)

so that only external charge and current densities are apparent because induced contributions are

taken into account inD. Equations (3.10) makesD a useful tool to determine the impact of free

carriers on induced current and polarization with the absence of external charges.

* � is set to be� 0 at high EM energies
„ In this work we use these speci�c conventions for Fourier and inverse Fourier transforms:

a(t) =
Z

a(! )e� i!t d!
2�

; a(! ) =
Z

a(t)ei!t dt (3.6)

b(k) =
Z

b(r )e� i k :r dr ; b(r ) =
Z

b(k)ei k :r dk
(2� )3 (3.7)

…This term actually depends on! due to interband transitions and thed-band of noble metals
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3.2.2 Boundary conditions

Most of systems throughout this work involve di�erent media so that inclusion of interfaces

when solving Maxwell's equation is primordial. Considering medium 1 and medium 2 sepa-

rated by an arbitrary interface and de�ningn a unit vector normal to the interface pointing from

medium 1 to medium 2, the relation between the electric and magnetic �elds gives171

n � (E2 � E1) = 0 (3.11a)

n � (H 2 � H 1) = Js (3.11b)

This holds also for electric displacement and magnetic induction

n � (D 2 � D 1) = � s (3.12a)

n � (B 2 � B 1) = 0 (3.12b)

Surface current density and charge density are de�ned byJs and� s, respectively. Actually,

Equations (3.11) for tangential components are enough for the applicability of the boundary

conditions as Equations (3.12) are satis�ed once Equations (3.11) are properly met.

3.2.3 Importance of local response approximation

We can for instance rewrite the �rst constitutive Equation (3.5a) in frequency domain as

D (r ; ! ) = � 0

Z
� (r ; r 0; ! )E(r 0; ! )dr 0 (3.13)

meaning that any value ofD(r ; ! ) is related to the electric �eld at anyr' . Taking into account

all these non local terms and not knowing the spatial distribution of the permittivity make the

problem hard to assess. That is why the local-response approximation (LRA) is crucial and

neglects g these non local terms. This is clearly valid as optical excitation wavelengths are much

larger than Fermi wavelength so that non local e�ects act on a short range only172. The LRA

allows to give Equation (3.13) a simpler form

D (r ; ! ) = � 0� (r ; ! )E(r ; ! ) (3.14a)
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J(r ; ! ) = � (r ; ! )E(r ; ! ) (3.14b)

Here� (r ; ! ) is the bulk dielectric function de�ned locally in a homogeneous medium.

3.2.4 Drude model, description and limits

Generally speaking, metals with crystallographic structure can be described as static ions

forming the lattice and free electrons gas of e�ective massm and volume densityn propagating

in the matter28. Using this description, P. Drude developed a model to describe the behaviour

of conduction electrons under an external electric �eldE in metals* 173. Starting from Newton's

second law, momentum of electronsp and electric �eldE are linked according to174

p(t) =
e

i! � 

E(t) (3.15)

with e the elementary charge and
 the velocity relaxation rate„ . Because the induced current

and electron velocity are connected, Equation (3.14b) leads to174

� (! ) =
e2ne

m
1


 � i!
(3.16)

wherene denotes the electron density. Equation (3.9) provides the general Drude dielectric

function174

� (! ) = � 1 �
! 2

p

! 2 + i
!
(3.17)

We note the real and imaginary parts of the dielectric function� 1 and� 2, respectively. The

term � 1 comes from the residual polarization induced by the positive background of the ions

cores. The plasma frequency! p =
q

e2ne
m� 0

de�nes the frequency at which collective oscillations

of the free electron gas are observed so-called plasmons. In the low-frequency region (! p �


 � ! ), Equation (3.17) can be simpli�ed to

� (! ) � �
! 2

p


 2
+ i

! 2
p


!
(3.18)

We notice that� 1 is constant and negative andj� 2j � j � 1j. De�ning the refractive index as

N =
p

� with real and imaginary partsn andk, we obtain thatn(! ) � k(! ) �
q

! 2
p

2!
 . In

particular,n(! ) � 1 implies that metals are strongly re�ective. In the high frequency regime

(! p � ! > 
 ), Equation (3.17) becomes

* Actually the Drude model is one example of the applicability of the LRA.
„ This term corresponds exactly to one half of the energy loss rate175.
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� (! ) � �
! 2

p

! 2
+ i

! 2
p


! 3
(3.19)

Now � 1 remains negative but frequency-dependent andj� 1j � j � 2j so thatk(! ) � n(! ) � 1

and metals stay highly re�ective. The last case encompasses the ultraviolet frequency region with

! � ! p. Then Equation (3.17) can be then rewritten

� (! ) � � 1 �
! 2

p

! 2
(3.20)

One can notice that� 1 changes its sign from negative to positive and� 2 vanishes once! over-

comes! p making the metals transparent. Plasmons in bulk metals are longitudinal oscillations

while photons are transverse so that they do not match. These longitudinal waves are then not

observed. A representation of the modes is provided by the dispersion relation resulting from

Equation (3.20) assuming� 1 = 1

! (k) =
q

! 2
p + c2k2 (3.21)

The dispersion curve is almost �at for longitudinal EM modes* and transverse ones are visible

in bulk metallic systems for! > ! p. A representation of the dispersion curves of the di�erent

modes is reported in Figure 3.1. At large wavevectors the dispersion curve of transverse modes

is close to the one of the light. In this framework the losses induced by the excitation of the mode

can be quanti�ed with the quality factor175.

Q(! ) =
< (� )
= (� )

�
!



(3.22)

The higher this parameter is the more e�cient the free electrons are driven. In general,Q

does not overcome 40169,175�178. The Drude model is reasonable to use for metals in infrared

and visible regions below the interband transition threshold (ITT) as shown in Figure 3.2 for Au.

The general Drude dielectric function from Equation (3.9) has been �tted with experimental

measurements done by Johnson's and Christy171 (coloured circles). The Drude model remains

relevant at low frequency but a drop in= (� (! )) is observed for higher frequency as a signature of

interband transitions. Lorentz-Drude model is more adequate to describe the optical behaviour

of metals in the visible range with intraband e�ects related to free electrons but also interband

e�ects induced by bound electrons179,180. The second contribution is often implemented through

a Lorentz model involving critical points181�183. Despite Lorentzian-like approach combined by

* For smallk, ! (k) can be approached as! p[1 + 3
10

� 2
F k 2

! 2
p

+ :::]:
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free-electrons e�ects is quite accurate184�186, considering Gaussian curves seems to be much bet-

ter, in particular for not overestimating absorption far from the major critical points77,79,187�190* .

Overall the Drude model as a single band approach remains a key tool to describe the optical

behaviour of metals. This can be improved by taking into account bound charges e�ects through

a Drude-Model but its applicability might induce deviations with the inherent physical param-

eters of the systems considered. Thus a more rigorous solution could be needed with quantum

approach191,192andab initio calculations193,194for getting the electronic structures of the metals.

Figure 3.1: Dispersion relations of transverse and longitudinal EM modes in a bulk metallic system.

3.3 Plasmonics

Following previous section we aim to provide the fundamentals of plasmonics in the classical

limit. The so-called "surface plasmons" give an alternative way to obtain resonantly collective

oscillations of free electrons in a metal under an incident illumination195,196. We highlight in

this section three types of optical modes with surface plasmon polaritons (SPPs) appearing at

planar dielectric-metal interfaces, localized surface plasmon resonances (LSPRs) supported by

single particles and delocalization of LSPRs in periodic arrays of particles well-known as surface

lattice resonances (SLRs).

* It should be noted that these optimization methods modulate parameters such as� 1 , ! p, � , 
 . Thus, a good

agreement is sometimes obtained at the expense of a misrepresentation of the physics of the material studied like

the real plasma frequency or the actual interbrand transitions.

38



CHAPTER 3. PLASMONICS

Figure 3.2: Dielectric function of Au. The circles are experimental measurements (from reference 171).

The corresponding Drude fonction is represented in dashed lines with� 1 = 10.86,~
 = 9.08 eV and~! p

= 78 meV. Solid lines take into account the contribution of intraband transitions with a critical points

model (from reference 186). Vertical dashed line shows gold ITT position.

3.3.1 Surface plasmon polariton

We examine a planar interface separating half-in�nite metal (z < 0) and half-in�nite dielec-

tric (z > 0) as sketch in Figure 3.3. The metal is described by the frequency-dependent dielectric

function� m while the dielectric media is characterized by� d whose value is assumed to be con-

stant with frequency. Besides, we suppose both domains non-magnetic, linear, isotropic and not

subjected to external stimuli. The system is uniform alongy-axis as the surface plasmon propa-

gates, in this con�guration, alongx-axis. We set the incident light polarization asp (looking at

transverse magnetic (TM) modes) leading to a new formulation of Equations (3.10)*

Hy(z) = Adei�x e� kd z (3.23a)

Ex (z) = iA d
1

!� 0� d
kdei�x e� kd z (3.23b)

Ez(z) = � Ad
�

!� 0� d
ei�x e� kd z (3.23c)

in dielectric region and

* Solving the Maxwell's equations fors-polarized illumination leads to the non-existence of the SPP195.
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Hy(z) = Amei�x ekm z (3.24a)

Ex (z) = � iA m
1

!� 0� m
kmei�x ekm z (3.24b)

Ez(z) = � Am
�

!� 0� m
ei�x ekm z (3.24c)

in metallic region.

Figure 3.3: Sketch of planar metal-dielectric interface atz = 0. Metal and dielectric medium are charac-

terized by frequency-dependent dielectric function� m (! ) and� d(! ), respectively.

Am andAd are the amplitudes related to the metal and dielectric, respectively. Besides, 1/km

and 1/kd quantify the evanescent decay length of both �elds along the direction orthogonal to

the planar interface according to

k2
m = � 2 � k2

0� m (3.25a)

k2
d = � 2 � k2

0� d (3.25b)

with the de�nition @
@x = i� . The boundary conditions in Equations (3.11) impose195

Am = Ad (3.26a)
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� m

km
=

� d

kd
(3.26b)

In particular, Equation (3.26b) require that real parts of both domains have opposite signs in

order to preserve the evanescent behaviour of the SPP perpendicularly to the interface195. This

is in agreement with the consideration of a metal and a dielectric at the beginning of this section.

Equations (3.26) lead to the SPP wavevector formula195,197�200

� SP P =
!
c

r
� m � d

� m + � d
(3.27)

This expression remains valid for complex dielectric functions* . Figure 3.4 plots the dis-

persion relation of the optical modes on planar dielectric/metal interface. The upper red branch

in loseless case represents the bulk plasmon polariton (BPP) as in Figure 3.1. This mode cor-

responds to the light propagating within the Drude metal. The other contribution in blue is a

surface mode so-called SPP which couples the surface EM waves to collective oscillations of

free-electrons in the Drude metal. It should be noted that due to the position of this branch ac-

cording to the light line, the �elds associated to the SPP remain con�ned next to the interface.

Furthermore, an inherent mismatch of wavevector between the incident light and the SPP does

not allow an excitation of the polaritonic mode under direct illumination.

Thus several approaches have been developed over last decades to couple incident light

with surfaces waves such as prism coupling, gratings, surface roughness or dielectric parti-

cles195,198,201�204. In contrast, Figure 3.4(a) highlights that the SPP branch approaches at large

wavectors the frequency! SP = ! p=
p

� 1 + � d resulting in a pure longitudinal mode not sub-

jected to dispersion. In the opposite con�guration, at small wavectors, the SPP dispersion is

aligned with the line light limiting the �eld con�nement.

Figure 3.4(b) takes into account the losses in Drude metal as in Equation (3.17). Figures

3.4(a,b) are similar but the right panel shows how the SPP line gets to a �nite value of< (k)

until it goes backwards which is the signature of the imaginary part ofk198,205. Indeed in this

more realistic case the SPP propagates along the planar interface with attenuation proportional

to e� x= (k) . To understand the impact of losses on the SPP propagation we mapped the disper-

sion curve with the ratio= (k)=< (k). From this perspective we see that the SPP travels until

attenuation dominates opening a frequency range that is forbidden for the SPP excitation.

* It is possible to demonstrate equation (3.27) from the poles of Fresnel re�ection coe�cients coming from

p-polarized waves de�ned as169

r p =
� dkm � � m kd

� dkm + � m kd
(3.28)

leading to the condition� dkm + � m kd = 0 equivalent to equation (3.26b).
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Figure 3.4: Dispersion curves of plasmon polaritons. We �x� d and� 1 at 1 and consider the metal as

a Drude metal via equation (3.17). (a) Loseless Drude metal. (b) Lossy Drude metal with! p = 20
 .

The line is mapped with= (k)=< (k) whose value is represented by the color bar in order to quantify the

compromise between propagation and attenuation.

Figure 3.5 plots the real dispersion curves of the three noble metals Au, Ag and Cu according

to Johnson and Christy's experimental measurements. It should be noted that Cu is the most

impacted by the losses due to large attenuation even at low wavectors while Ag remains a choice

of interest for plasmonics. However, both Ag and Cu are subjected to oxydation so that Au,

stable as it is, is also a good candidate despite its signi�cant attenuation near the surface plasmon

frequency206.

Prism coupling

An elegant and widespread way to excite these plasmonic modes to imrpove light-matter

interaction has been provided by E. Kretschmann and H. Raether in 1968201. This technique

consists of depositing a thin metallic �lm on top of a dielectric prism (in general made of glass)

characterized by a refractive indexnprism > 1 and illuminating the system by p-polarized light

through the prism with an incidence angle� i . For a speci�c combination (� SP P , � i ), the SPP

wave vector is equal to the in-plane component of the wave vector of the p-polarized incoming

light k== = k0nprism sin(� i ) that leads to the excitation of the SPP and a drastic loss of re�ection.

This phenomenon is well-known as attenuated total re�ection (ATR)207.

It should be noted that the SPP does not propagate at the prism/metal interface but at the

metal/air interface208. In principle, the SPP excitation should lead to a 300-times enhancement

of the incident intensity209. This enhancement factor can be drastically reduced due to parameters
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Figure 3.5: Dispersion relation of plasmon polaritons for Au-glass (solid gold line), Ag-glass (solid silver

line) and Cu-glass (solid red line) planar interfaces with� d = 2.25. Dielectric functions of the three metals

have been interpolated from Johnson and Christy's datasets171. The three horizontal dashed lines show

the ITT of Au, Ag and Cu.

such as surface roughness210,211, impacting the propagation length of the SPP along the interface.

Exciting the SPP can also be achieved via an air gap between the prism surface and the metallic

surface, geometry introduced by A. Otto in 1968212. While Kretschmann con�guration provides

a SPP at bottom surface, the latter geometry makes it at the top surface.

The phase-matching of the in-plane projection of the wavectors is necessary to induce SPP

at metal-dielectric interface as

� SP P = k0nprism sin(� i ) (3.29)

and this is visible in Figure 3.6 which represents prism coupling and SPP dispersion. The cross-

ing of light line within the prism with the black SPP branch leads to the excitation of a SPP at

metal-air interface. It should be mentionned that lauching a SPP in this con�guration leads not

only to losses in the metal but also in the prism. Then ATR, the signature of the SPP, is caused

by destructive interferences between the re�ected light and the leaky wave. However, the re�ec-

tion minimum can be optimized in order to approach zero and minimize the contribution of the

attenuated waves.

This approach allows absorption enhancement in the target metallic layer and has been shown

to be a successfull approach for promote energy e�cient AO-HIS in GdFeCo layer213. We actu-

ally did not consider this approach since it is not the simplest experimental con�guration to set.

In particular the Otto geometry is challenging to control, especially the gap between the multi-
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Figure 3.6: Dispersion relations of light in air and prism (dashed lines) coming with an angle of incidence

of 30° with in-plane projection. Both solid lines describe the behaviour of SPP at metal-air and metal-

prism interfaces in black and red, respectively.

layer stack and the prism. We prefered to consider gratings to improve light-matter interaction

to enhance AO-HIS. In this context, we detail the challenges of coupling the light and the matter

with a grating.

Grating coupling

Another smart way to achieve momentum matching between the incoming wave and the

SPP is provided by grating coupling195. The �rst experimental observation of a SPP excited by

a periodic roughness occurred in 1902214. The projection in the �lm plane of the incoming light

wave vector is simplykx = k0ndsin(� i ) wherend is the refractive index of the surrounding

media and� i is the incident angle. Then this wave scatters from the grating leading to di�erent

di�racted orders (DOs). In case the DO has a wave vector greater thankx , the wave becomes

evanescent and may be coupled to the SPP according to the relation

� SPP = kx � mkgug (3.30)

wherem is an integer providing the DO ,kg = 2�
P the grating wavector vector,ug the grating

unit vector andP the grating period. In principle, in case of evanescent waves, the propagation

at an interface along one direction or the opposite one should lead to an in-plane torque on mag-

netization whose direction depends on the direction propagation of the evanescent wave215. This

behaviour allowed A. L. Chekhovet al. to induce sub-THz spin precession of dielectric garnet
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Figure 3.7: Dispersion curves of grating-induced SPP.

thanks to a SPP at the interface of an unidirectional gold grating and a thick dielectric magnetic

layer216. Figure 3.7 depicts the dispersion curves of grating-induced SPP in case of 1D grat-

ing with periodicityP. Radiative coupling through SPP excitation byp-polarized illumination

is possible in the cone delimited by the light lines. Some DOs in this region substract or add

momentum to the in-plane projection of incoming light that are integer multiples of the grating

wavectorkg. In addition to the non-zero polar angle� i we can also consider the azimuthal angle

� betweenkg and the plane of incidence as shown in Figure 3.8.

Figure 3.8: Sketch of a 1D grating with periodP. k i is the in-plane projection of the incoming light

wavector oriented along -kx , kg is the grating wavector,� i is the polar angle,� is the azimuthal angle,

� SPP is the SPP wavector.

This general con�guration leads to even more solutions. Matching wavectors is possible
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wheneverj� SPP j > jkgj or j� SPP j < jkgj. To describe all the solutions we �x the polar angle

and allow� to change* . We de�ne the angle between� SPP andkg as� leading to four reso-

nances217,218as shown in Figure 3.9. In this case it is convenient to write coupling conditions

as angle� conditions. We consider a �rst case with the grating wavector greater than the SPP

wavector leading to

Figure 3.9: Coupling conditions for (a)j� SPP j < jkgj and (b)j� SPP j > jkgj. The angles� + and� � are

related tok i + andk i � , respectively.

� SP P cos(� + � ) = kg cos(� ) � ki (3.31a)

� SP P sin(� + � ) = kg sin(� ) (3.31b)

We can deduce the� coupling conditions

� = � � + arctan(
kg sin(� )

q
� 2

SP P � k2
g sin(� )2

) (3.32)

This works for both plus and minus con�gurations. In casej� SPP j > jkgj, we also obtain

� + = � � � + arctan(
kg sin(� )

q
� 2

SP P � k2
g sin(� )2

) (3.33a)

* Usually� is �xed during the experiments and the sample is rotated in the (x0y) plane.

46



CHAPTER 3. PLASMONICS

� � = � � arctan(
kg sin(� )

q
� 2

SP P � k2
g sin(� )2

) (3.33b)

One can notice that even for a non-azimuthal angle the number of resonances can not exceed

two for a given ratioj� SPP j/ jkgj. This point is crucial for the evidence of magnetism-induced

SLRs in Chapter 7. Equation (3.30) can be extended to describe 2D gratings. Then both periods

should be included as for metasurfaces consisting of periodic arrays of nanodisks219�222. In this

perspective we can write at normal incidence

� SPP = � mx
2�
Px

ux � my
2�
Py

uy (3.34)

ConsideringPx = Py = P, one can deduce the wavelengths at which the SPP can be excited219

� mx ;m y =
P

p
m2

x + m2
y

s
� m (! )� d(! )

� m (! ) + � d(! )
(3.35)

Then we clearly see here the dependence of the excitation wavelength on the dielectric func-

tions of both materials but also on the array period and the DOs. We note that a 1D grating

allows a SPP to propagate along one single direction. It is possible to overcome this intrinsic

limitation by placing single dielectric nanospheres on metallic surface. This way a SPP can be

launched along any direction by rotation invariance.

We want to be even more speci�c. We just explained how a grating can exhibit a resonance.

However SLRs consist of coupling each plasmonic resonance of each nanoparticle to give a

collective resonance. After explaining the underlying physics of single particle plasmonic reso-

nance, we detail how a grating resonance can couple to each single particle resonance to give rise

to a SLR. This kind of optical mode is of primary importance in this work to enhance AO-HIS.

3.3.2 Localized surface plasmon resonance

Even if the SPP propagating at planar dielectric-metal interface seems to be the simplest

plasmonic mode to study, other con�gurations are of particular interest such as single particles.

This mode, well-known as localized surface plasmon resonance* (LSPR), occurs in �nite-sized

structures whose volume is below the di�ration limit195,198,223.

This optical mode does not allow propagation due to the �nite size of the system. However,

displacing free charge carriers with incoming EM waves induces a restoring force through the
* In principle localized surface plasmon are polaritons as strong coupling between incoming illumination with

electric dipole excitation but most of the literature does not refer to it so we adopt this convention throughout this

work.
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depolarization �eldEpol (analogous to to demagnetization �eld) which maintains coehrent os-

cillations of free electrons. Unlike the SPP, excitation of LSPRs does not require any coupling

techniques195. Next we introduce the theoretical framework to describe the optical behaviour of

spherical particles with speci�c emphasis on LSPRs. We also stress how plasmonic response

can be tailored by particle shape. We were initially more interested in exciting a plasmon in

nanoparticle than in continuous �lms since we wanted to perform energy e�cient AO-HIS (due

to absorption enhancement coming from plasmonic mode excitation) in nanoobjects.

Mie Theory

A full electrodynamics approach is needed to describe consistently the absorption and scat-

tering of EM waves by spherical particles. A widespread strategy is provided by the Mie the-

ory224�229. This framework does not only consider electric dipole resonance involved in the

excitation of LSPRs but all the multipole resonances for a complete description of the optical

behaviour of spherical particles. For now we consider spherical particles embedded in homo-

geneous medium as shown in Figure 3.10. Usually, after expanding the incident �elds into the

series of vector spherical harmonics, one can further expand both scattered �elds and �elds in-

side the sphere into the series of vector spherical harmonics as well. Applying the boundary

conditions at the interface of the sphere, one can solve the resulting linear system to deduce the

expansion coe�cients. Thus, the Mie theory allows to calculate scattering coe�cients related

to the EM waves scattered by a sphere* 169,225,227,228

al =
� m j l (xm )S

0

l (xd) � � dj l (xd)S
0

l (xm )

� m j l (xm )� 0

l (xd) � � dh(1)
l (xd)S0

l (xm )
(3.37a)

bl =
j l (xm )S

0

l (xd) � j l (xd)S
0

l (xm )

j l (xm )� 0

l (xd) � h(1)
l (xd)S0

l (xm )
(3.37b)

* In addition the Mie theory describes the �elds inside the sphere with the following coe�cients169,225,227,228

cl =
j l (xd)�

0

l (xd) � h(1)
l (xd)S

0

l (xd)

j l (xm )� 0

l (xd) � h(1)
l (xd)S0

l (xm )
(3.36a)

dl =
p

� m � d
j l (xd)�

0

l (xd) � h(1)
l (xd)S

0

l (xd)

� m j l (xm )� 0

l (xd) � � dh(1)
l (xd)S0

l (xm )
(3.36b)
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wherex i = ki a, a the particle radius andki =
p

� i !=c with i 2 f m; dg. Equation (3.37)

introduce the spherical Bessel and Hankel functions of the �rst kindj l andh(1)
l as well as the

Riccati-Bessel functionsSl and� l satisfyingSl (x) = xj l (x) and� l (x) = xh(1)
l (x) respectively.

From the scattering coe�cients we can deduce the cross-sections attributed to extinction, scat-

tering and absorption considering the incident light as a monochromatic plane wave225

� ext =
2�
k2

d

1X

l=1

(2l + 1) Ref al + blg (3.38a)

� sca =
2�
k2

d

1X

l=1

(2l + 1)( jal j2 + jbl j2) (3.38b)

� abs = � ext � � sca (3.38c)

Figure 3.10: Illustration of a spherical particle with dimensiona, described by the dielectric function� m

and surrounded by a homogeneous medium with dielectric function� d.

Calling I 0 the irradiance of the incident illumination, the quantity� absI 0 is de�ned as the

rate at which the particle absorbs energy. We provide in Appendix A a code we developed in

Matlab to calculate the scattering and absorption behaviours of small spherical nanoparticles in

homogeneous media. In Equations (3.37) and (3.38),l corresponds to the angular momentum

then refers to the resonance order225,230. For instance the coe�cienta1 andb2 describe electric

dipole and magnetic quadrupole resonances, respectively. The Mie theory is applicable in any

scattering regimes as only one order is needed for small particles (a � � ), sometimes two or
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three for particles whose size is comparable to the wavelength. However, in case of optical

geometry (a � � ), even if the Mie theory can be used, it would require too many orders to

describe properly the optical behaviour of such system synonym of a large calculation time.

A regime of scattering spectra is sketched in Figure 3.11 for a sphere with 300 nm-radius and

refractive index of 4, embedded in air.

Figure 3.11: Regimes of scattering for a sphere with 300 nm-radius and refractive index of 4, embedded

in air. The extinction e�ciency is de�ned as the ratio between the extinction cross section� ext and the

geometric cross section� geo = � � a2.

An intuitive representation of extinction e�ciency, de�ned as the ratio between the extinc-

tion cross section� ext and the geometric cross section� geo = � � a2, as a function of the light

wavelength and the particle radius is a two dimensional colormap that highlights optical reso-

nances for speci�c combinations of wavelength and radius. Figure 3.12 plots some examples for

noble metals and silicon spheres embedded in air. This view allows to optimize the extinction

e�ciency, to a lesser extent scattering and absorption e�ciencies, for any system as long as the

dielectric function is known.

Rayleigh scattering

Rayleigh scattering regime, also well-known as the quasi-static limit, allows to describe the

elastic scattering of light by sub-wavelength particles whose dimensions are much smaller than

the light wavelength. In other terms, this framework is applicable oncea � � 231�233. This

regime neglects retardation e�ects* so that describing the optical behaviour only requires the

* For instance the �nitude of light speed can induce such e�ects.
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Figure 3.12: Extinction e�ciency maps for a (a) silver sphere, (b) silicon sphere, (c) gold sphere, (d)

cobalt sphere. Any of them is embedded in air.

resolve of Laplace's equation169. It consists of expressing the potential inside and outside the

sphere taking into account that both formula are equal forr = a. The multipolar polarizability

� l is the quantity of interest and can be written as225,230,234,235

� l = 4�a 2l+1 � m � � d

� m + l+1
l � d

(3.39)

At the LSPR the polarizability is very large and the LSPR ofl-th order occurs at*

� m +
l + 1

l
� d = 0 (3.41)

This leads to the plasmon frequency for a loseless Drude sphere„

! SP =
! pq

� 1 + l+1
l � d

(3.42)

Since we only consider electric dipole resonance for the excitation of LSPRs, we place

ourselves in the dipole limit polarizability� equals the dipolar polarizability� 1 according

to169,225,227

* We can regnonize the Frölich condition for dipole-type resonance195,229

< (� m ) = � 2� d (3.40)

„ We �nd back the formula of plasmon frequency forl = 1 from previous subsection.
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� = 4�a 3 � d(� m � � d)
� m + 2� d

(3.43)

In this approximation,! SP = ! pp
3

and cross sections can be calculated as

� sca =
k4

d

6�
j� j2 / a6 (3.44a)

� abs = kdIm (� ) / a3 (3.44b)

Figure 3.12 shows for 4 materials several branches. The lower branches depict dipolar modes

while upper modes describe higher order modes. This is clear on this �gure that optical be-

haviour of subwavelength particles is dominated by the dipolar-type LSPR that is in agreement

with the applicability of the nonretarded limit. Throughout this work we study only electrically-

induced electric dipolar-type plasmon resonances where incoming illumination drives coherent

oscillations of electrons in metallic particles resulting in a dipole moment in the structure as

illustrated in Figure 3.13.

Figure 3.13: Sketch of localized surface plasmon resonance in a metallic nanoparticle induced by oscil-

lating electric �eld.

Why shape matters

The polarizability is a factor of interest for controlling the spectral position and strength of the

plasmon resonance. Equation (3.39) is written in the simplest case with a spherical particle but a

factor is necessary when considering an arbitrary shape. In this perspective, controlling particle
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shape is a nice way to taylor the frequency and polarization dependence of the LSPRs235�247.

Murrayet al. showed in 2007 some examples as presented in Figure 3.14.

Figure 3.14: Scanning electron (top) and dark-�eld images (middle) of metallic nanoparticles with dif-

ferent shapes (rod, disc, triangle, triangle). The dark-�eld spectra on bottom have been measured on the

same particles. The thickness of the structures has been �xed to 30 nm and the substrates are made of

silica glass coated with 20 nm of ITO. The scale bar on top images represents 300 nm.

Figure 3.14 also involve volume variations while comparing di�erent particle shapes. One

can �x the volumeV for an ellipsoidal particle in order to rewrite Equation (3.43) as235

� = V
� d(� m � � d)

� d + L(� m + � d)
(3.45)

L stands for shape factor, equal to 1/3 for a sphere. In general caseL depends on the sym-

metry axes of the ellipsoid. Ellipsoidal particles have three symmetry axisj related to corre-

sponding radiusr j andL j so that
P

j L j = 1. The shape factors can be written as223,234,235

L j =
r1r2r3

2

Z 1

0

dx

(x + r 2
j )

p
(x + r 2

1)(x + r 2
2)(x + r 2

3)
(3.46)

Optical behaviour of rods, oblate spheroids and spheres can be described knowing the relevant

symmetry axis as shown in Figure 3.15. For instance, disks exhibit electric dipole response in

(x0y) plane while rod-shape particles are polarized along z axis. However the applicability of

such resonance remains limited due to its spectral width, around 100 nm for LSPR for Au as the

quality factor of the plasmonic resonance can be also de�ned as

Q =
� r

� �
(3.47)
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Figure 3.15: (a) Depolarization factorsL j for spheroids withR1 = R2 6= R3 depending on the aspect

ratio R3
R1

. (b) Absorption cross-section spectra for a sphere (R3 = R1), an arbitrary oblate spheroïd

(R3 = 0 :25R1) and a rod (R3 = 4R1) whose shape factors are related to dotted lines in (a). All the

particles are illuminated by light with electric �eld polarized along the longest axis of the particle.

where� � de�nes the full width at half maximum (FWHM) of the resonance and� r the res-

onance wavelength. One way to induce more intense resonances with higher quality factor is

to arrange particles into periodic arrangements resulting in SLRs. We �rst considered single

nanoparticles for performing energy e�cient AO-HIS at nanoscale by means of the excitation

of LSPRs. However, it is much more easier to probe a collective behaviour on metasurface than

what happens within a single nanoparticle. This practical reason was another reason why we

decided to consider SLRs for enhancing AO-HIS at nanoscale. We know explain the underlying

physics of such plasmonic mode.

3.3.3 Surface lattice resonance

The optical behaviour of single particles can be improved by coupling each of them in a

periodic arrangement of antennas resulting in SLR. Coupled surface modes have been stud-

ied for many di�erent shapes such as metasurfaces based on disks220�222,248�250, bow ties251�253,

holes254�256, slits257�259 and split rings260�262. We consider periodic arrays of metallic nanodisks

for enhancing optical and MO responses. The mechanism is based on hybridization of localized

modes with DOs through radiative coupling.
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Theoretical framework

The theory describing the underlying physics has been introduced by DeVoe in 1990s with

the study of aggregates of molecules263,264, followed by Purcell and Pennypacker with the consid-

eration of phase retardation e�ects induced by the propagation of EM waves265. Few years later,

Laor and Schatz developed another approach involving the coupled dipole approximation (CDA)

to describe the optical behaviour of molecules aggregates266 whose model has been improved

with inclusion of phase retardation e�ects267,268. This research �eld had a modest interest for

decades until Zouet al. predicted in 2004 extremely narrow resonances, around 1 meV, giving

a new approach for the usefulness and applicability of such radiative coupling269,270. Markel as

well as Zouet al. provide a rigorous method through CDA to considerN particles of a periodic

array as electric dipoles characterized by a polarizability� i , a positionr i , a local electric �eld

Eloc;i , a dipole momentPi , an incident �eldEi and a retarded �eld induced by theN � 1 electric

dipolesEdip;i
269�272. Then a dipole feels the local �eld for a �xed wavelength269,270

E loc;i = E inc;i + Edip;i = E0ei k :r i �
NX

j =1 j 6= i

A ij :P j

(i = 1; 2; :::; N )

(3.48)

whereE0 andk are the amplitude and the wave number of the incident light, respectively. Be-

sides, the dipole interaction matrixA ij is written as269,270

A ij :P j = k2ei k :r ij
r ij � (r ij � P j )

r 3
ij

+ ei k :r ij (1 � ik :r ij )
r 2

ij P j � 3r ij (r ij :P j )

r 5
ij

(i = 1; 2; :::; N; j = 1; 2; :::; N; i 6= j )

(3.49)

with r ij representing the vector from dipolei to dipolej . Then3N equations linking the dipole

interactions matrices, the electric dipoles and the electric �elds have to be solved, leading to the

polarizationP assuming an in�nite array of identical particles with a characteristic polarizability

� 269,270

P =
E0

1=� � S
(3.50)

HereS is the so-called structure factor and is given, in case of normal incidence, by269,270

S =
X

j 6= i

[
(1 � ik :r ij )(3cos(� ij )2 � 1)ei k :r ij

r 3
ij

+
k2sin(� ij )2ei k :r ij

r ij
] (3.51)
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where� ij is the angle betweenr ij and the polarization induced by the incident �eld. The resulting

e�ective polarizability of the array from Equation (3.50) depends on both the polarizability of

a single particle and the structure parameter. The extinction cross-section of a particle from the

array takes the form273

� ext = 4�kIm (P=E0) (3.52)

Analog to the Frölich condition in case of single particles described by Rayleigh scattering,

the polarization so the polarizability becomes very large when< (1=� ) = < (S), the condition for

SLR272. The structure parameter from Equation (3.51) highlights that the lattice period as well

as intrinsic properties of the particles determine the quality of the collective resonance. Indeed

= (1=� � S) determines the width of the SLR that is to say how the structure factor can counter the

radiative damping term. Finally, the central wavelength of the LSPR and the spectral positions

of the DOs impact the SLR and a widespread criteria consisting of� DO > � LSP R ensures a

narrow SLR268�272,274.

Experimental observations

Excitation of SLRs requires enough particles to establish well de�ned DOs that couple the

LSPR of each nanoparticle over the whole system. Thus the incoming light has to be coherent

over the area de�ned by the periodic arrangement of the nanostructures. However the �rst at-

tempts to observe SLRs involved a high numerical aperture (higher than 0.5) so that only few

electric dipoles could oscillate in phase275�278. One of the �rst demonstration of sharp collective

resonances came out in 2008 with a numerical aperture of 0.1279.

Figure 3.16(a) gives examples of observed narrow SLRs in visible range for few angles of in-

cidence on 2D periodic arrays of gold dimers. This study is of great interest since measurements

of ellipsometry spectra both demonstrate the existence of collective resonances but also provide

a better understanding of the signature of such optical modes. Ellipsometry can be decomposed

as the amplitude	 and the phase� of the light re�ected by an illuminated sample. Once the

p ands components of the re�ected electric �eldEp andEs are well-known, the ratioEp=Es

can be expressed astan(	) ei � 280. Besides, the gold dimers are not embedded in surrounding

homogeneous medium so that radiative coupling can occur in the substrate or in the superstrate.

In the same study they could predict, for a zero azimuthal angle, the spectral positions of

SLRs whose waves di�ract in either in glass substrate or in air superstrate279
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� air
Rm

=
a
m

(1 � sin(� )) (3.53a)

� sub
Rm

=
a
m

(ns � sin(� )) (3.53b)

Figure 3.16: Surface lattice resonances of gold dimer arrays. Experimental spectra describing ellipsome-

try, re�ection and extinction for 2D periodic arrangements of nanostructures. (a) Ellipsometry parameter

	 . Inset shows the loss of re�ection for� = 64°. (b) Ellipsometry parameter� . Right inset highlights

humongous phase change in re�ection for� = 64°. (c) Re�ection spectra for incomingp ands light po-

larizations. (d) Extinction spectra forp-polarization. Left inset provides scanning electron microscopy

image of the 2D arrays of gold dimers. Right inset highlights the maximum in extinction for� = 64°. The

array period is �xed at 320 nm, single particle diameter reaches 108 nm while the thickness is 90 nm. A

dimer consists of two single particles separated by 140 nm. Figure from reference 279.

with a the array period,m an integer,� the angle of incidence andns the glass refractive in-

dex. At the same period some studies demonstrated similar e�ects for di�erent particles geome-

tries281�283 leading to further development of this research �eld248,273,284�287. In particular, these
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collectives resonances consist of low-loss tunable plasmonic resonances characterized by high

quality factorsQ reaching in general 50279,281,282,284, recently closer to several hundred288�292

and even more than 2000293.

The spectral position and the shape of the SLR depend strongly on the particle design and

the lattice parameters which control the energy detuning between the LSPR and the di�racted

waves284. Such systems supporting collective resonances �nd their interest in enhancing spon-

taneous294�296 but also stimulated249,297�299 emission. In addition, a homogeneous surrounding

media is required to support the radiative coupling else an assymetric refractive-index environ-

ment between the substrate and the superstrate weakens the lattice resonance300. Thus index

matching liquid with the same refractive index as the substrate is conventionally used in studies

of SLRs.

Figure 3.17: Experimental optical spectra of periodic arrays of magnetic nanodisks. Schemes at the left

highlight the incident polarization direction and the induced pure optical electric dipole. The black, red,

green and blue line graphs correspond to ay-lattice periodpy = 400, 460, 480 and 500 nm, respectively.

The grey line corresponds to a random distribution of nanodisks. Optical re�ectivity measured at normal

incidence for incident light polarization (a)Ex and (b)Ey . Figure adapted from reference 248.

While LSPRs of single nanoparticles can be controlled by particles shape, SLRs can be

modulated with array parameters. To prove this, Katajaet al. probed in 2015 re�ection spectra

of metasurfaces based on rectangular periodic arrays of nickel nanodisks with diameter of 120

nm alongx andy axes248. The period alongx axispx was �xed at 400 nm while the other along

y axispy varies from 400 nm to 500 nm. The incoming light was linearly polarized with electric

�eld aligned with x or y axis as shown in Figure 3.17. The �rst and second cases make the

electronic cloud oscillating alongx andy axis, respectively. However, SLRs are sensitive topy
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in the �rst case while onlypx a�ects them when the electric �eld is oriented alongy axis. Indeed,

SLRs result from radiative coupling between LSPRs driven by oscillating electric �eld and DOs

orthogonal to the orientation of induced electric dipoles. This means that only a variation ofpy

in the array can a�ect SLRs involving coherent oscillations of electrons alongx axis. Figure

3.17 supports this statement and provides a deeper understanding about the mechanism driving

the SLRs.

3.4 Magneto-optical e�ects

In this work, we aim to write and read the information with light by means of magneto-

optics (MO). In this context we introduce the magneto-optical Kerr e�ect (MOKE) as well as

magneto-optical Faraday e�ect (MOFE) to bring the key ingredients for our studies.

The emergence of MO started with M. Faraday in 1846 who evidenced that the linear light

polarization could be rotated after propagating through a glass rod subjected to a magnetic �eld

aligned with the propagation direction of the EM waves301. This rotation, namely the Faraday

rotation, was directly proportional to the applied magnetic �eld. Similarly, J. Kerr demonstrated

in 1877 that the light properties could be changed by being re�ected by a magnetic material302.

He showed that the resulting MO e�ect was proportional the magnetization of the iron mirror.

Currently, MOKE is a very strong tool to study the magnetization of ferromagnetic as well

as ferrimagnetic materials since it competes, in terms of sensitivity, with the magnetometry

techniques303. MOKE-based techniques also allow to measure very fast the magnetic state, even

with time resolution down to 100 fs with ultrafast lasers84.

The spatial resolution of such approach reaches 0.2� m permitting the observation of mag-

netic domains304 as well as the studies involving for instance nanostructures305. Last but not at

least, MOKE is sensitive to depth so that it is possible to extract the signal of a single magnetic

layer that is inserted in a magnetic heterostructure306,307. Using our convention of EM waves,

we now present the description of light polarization.

3.4.1 Light polarization

Any EM wave in three directionsx, y andz is de�ned by its maximum valueEmax and its

absolute phase� according to

Ex (r ; t) = < (Ex;max (r ; ! )ei� x (r ;! )+ i k :r � i!t ) (3.54a)
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Ey(r ; t) = < (Ey;max (r ; ! )ei� y (r ;! )+ i k :r � i!t ) (3.54b)

Ez(r ; t) = < (Ez;max (r ; ! )ei� z (r ;! )+ i k :r � i!t ) (3.54c)

Considering an isotropic medium, the solutions of Equations (3.10) give transverse waves so

thatE andH are perpendicular to each other but also to light propagation direction. Then the

electric �eld can be decomposed in the 2D basis

E(r ; ! ) = As(r ; ! )us + Ap(r ; ! )up (3.55)

where the unit modal vector polarizationsus andup are perpendicular to the light propagation

direction.As andAp correspond to the modal amplitudes and aim to weight the contribution of

their polarization. In this work we only consider linearly polarized light in isotropic media so

thats andp directions describe directions perpendicular and parallel to the plane of incidence

of light, respectively280.

For a complete description of a general elliptical polarization, we need to determine four

quantities that are represented in Figure 3.18. The �rst parameter is the azimuth� a which gives

the rotation angle between the main polarization axis and thes direction. Because we consider

an ellipse, the ellipticity� a is a relevant parameter. It stands for the ratio between the minor

and major axisbanda of the elliptic polarization. A negative ratio gives an anti-clockwise ro-

tation leading to a left-handed polarized wave. We can also de�ne the ratio between the modal

amplitudestan 
 a = jAp(r ; ! )j=jAs(r ; ! )j as well as the phase shift between the two con�gu-

rations� a = arg(Ap(r ; ! )) � arg(As(r ; ! )) . These four variables are connected through the

equations280

tan(2� a) = tan(2
 a) cos(� a) (3.56a)

sin(2� a) = sin(2
 a) sin(� a) (3.56b)

tan(
 a)ei� a =
tan(� a) � i tan(� a)

1 + i tan(� a) tan( � a)
(3.56c)

We use the Jones formalism to determine the polarization state after the light propagates

through optics (the sample is included). We report the representation of any optical element

of interest in Jones formalism framework in Appendix B. In particular, the interaction of light,

eithers or p polarized, with the magnetic system results in
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Figure 3.18: Electric �eld for a given spatial position decomposed along both directions andp. The

sketch gives a position azimuth� a and a negative ellipticity� a.
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where the coe�cients in the square matrices in Equations (3.57) and (3.58) correspond to ratios

of re�ected and transmitted electric �eld amplitudes to incident electric �eld amplitudes with

corresponding initial polarizations, respectively.

3.4.2 Magneto-optical Kerr e�ect

Let us consider a magnetic system subjected to a purelys-linearly polarized plane wave. As

sketched in Figure 3.18, the re�ected light holdss andp components in its polarization. We

�x as a convention a positive Kerr rotation when� a turns clockwise. Similarly we consider a

positive ellipticity when the electric �eld turns clockwise. Since MOKE is widely de�ned as the

ratio between re�ection coe�cients, one can obtain the complex Kerr e�ect in the small angle

limit

� s = �
rps

r ss
= � s + i� s (3.59a)
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� p =
r sp

rpp
= � p + i� p (3.59b)

Then� s and� p lead tos-MOKE andp-MOKE, respectively. The real part of this complex

quantity is the Kerr rotation� while the imaginary part is the Kerr ellipticity� . The polar form

depends on the Kerr amplitude
 and Kerr phase� leading to� = 
 ei� . This form is more

convenient for describing heterostructures containing more than one magnetic subsystem.

3.4.3 MOKE geometries

We de�ne thez direction as perpendicular to the sample plane while the plane of incidence

is delimited byx andy axis. The con�gurations (M k z), (M k x) and (M k y) de�ne the

polar (P-MOKE), transverse (T-MOKE) and longitudinal (L-MOKE) MOKE con�gurations,

respectively. We detail these geometries in Figure 3.19 with the related re�ection matrices.

Historically the positive orientation of the �rst two con�gurations is given along the opposite

direction of thez andx axis, respectively. Thus the resulting de�nitions involve the normalized

magnetizationm = (0 ; 0; � 1) andm = ( � 1; 0; 0), respectively. Only polar and longitudinal

geometries conduct to non-diagonal re�ection coe�cients. Then the complex Kerr angle is only

related to the components induced by the latter con�gurations. The transverse case only varies

the termrpp for a non-zero angle of incidence giving the complex transverse Kerr e�ect

� tra =
rpp;mag

rpp;0
(3.60)

In this work we only probe P-MOKE. Concerning T-MOKE, one should know that a simple

measure of re�ected light intensity is a direct estimation of the MO e�ect through

I � j rpp;0j2(1 + 2< (� tra )mx ) (3.61)

Equation (3.61) remains valid as long asjrpp;0j � j rpp;mag j. We know discuss the pecular

case of magnetic nanodisks.

3.4.4 Magnetic nanodisks

Magnetic nanodisks sound of particular interest as they can, when patterned into periodic

arrays, enhance drastically the MO response very locally comparing to the corresponding con-

tinuous thin �lm. The permittivity tensor exhibits non-diagonal terms accounting the presence

of magnetization with the MO Voigt constant. Then the polarizability tensor takes the form
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Figure 3.19: Three MOKE con�gurations with related re�ection matrices for normal and oblique inci-

dences. The termsrpp;0 andrpp;mag arerpp that are experience non dependence and linear dependence

to in plane magnetizationmx , respectively.

� =

0

B
B
@

� xx � xy 0

� yx � yy 0

0 0 � zz

1

C
C
A (3.62)

Due to rotation invariance in case of a nanodisk,� xx = � yy and� xy = � � yx . Considering

an electric �eld polarized along x, two electric dipoles are obtained. The �rst one,px = � xx Ex ,

is pure optical dipole while the second one,py = � � xy Ex , is non zero due to o�-diagonal

components in the polarizability tensor as shown on Figure 3.20.

The ratio of both scattered electric dipoles gives the complex Kerr angle308�311

� K = arctan(
py

px
) (3.63)

Actually the measured angles are small enough to assume that ratio of both dipoles is a good

approximation to quantify the Kerr angle. Equation (3.63) can be rewritten for a square array of

magnetic nanodisks as

� K =
� � xy;array

� xx;array
(3.64)

Assuming� xx � � xy , then� xx;array � � xy;array meaning that the pure optical dipole

is far larger than the MO dipole. This statement is supported by experimental measurements

of Kerr angle that are usually below 1°220,309�312. Equation (3.64) highlights how magnetization
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Figure 3.20: Sketch of two orthogonal electric dipoles induced by linearly polarized light in a magnetized

disk. px is aligned with the incident electric �eld polarization whilepy , orthogonal to the latter, results

from magnetic behaviour of the disk. Sum of both dipoles transforms the initial polarization into elliptical.

impacts the re�ected or transmitted light from a periodic array of magnetic nanodisks. The phase

di�erence between the two orthogonal dipoles depends on the wavelength of the incoming light.

At LSPR, both of them oscillate in phase leading to Kerr rotation enhancement and a zero Kerr

ellipticity. Similarly, exciting a SLR in periodic arrangements of magnetic nanodisks makes

the local electric �eld within the particle much higher than the incident electric �eld so that

collective resonances lead to intense MO activity.

3.5 Conclusion

In this chapter, we introduced the fundamental concepts of optics and plasmonics to under-

stand this thesis. In particular, we highlighted di�erent ways to excite plasmon polariton modes,

detailed the origin of LSPRs and reviewed the emergence and early development of SLRs. In

particular we stressed that the excitation of plasmonic mode must enhance absorption. This be-

haviour sounds of particular interest for enhancing AO-HIS since it is driven by a pure thermal

e�ect. We also explained how plasmonic magnetic particles could change incident light po-

larization so that they can monitor the magneto-optical response with the wavelength. Indeed,

we expected that the excitation SLRs must also enhance MO response leading to drastically

enhanced readout sensitivity.
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Chapter 4

Magnetoplasmonic, a constantly evolving

topic

The work presented in this thesis aims to combine two sub�elds of physics, all-optical magneti-

zation switching and plasmonics. This chapter tends to put the future presented work into context

by reviewing existing studies that designed magnetoplasmonic systems for either enhancing AO-

HIS due to absorption enhancement or strong MO response coming from local electric �eld

enhancement within the magnetic nanoparticles.
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4.1 Introduction

The opportunity to control magnetization with low energy ultrafast laser pulse sounds of

particular interest for the development of future magnetic data storage. In particular, switching

speed can be faster than half a picosecond while reswitching can also occur at subpicosecond

time scale306. These performances clearly compete with current HDDs in the market. In this

perspective, AO-HIS needs to ensure all-optical areal recording densities that compete with the

resolution of current data storage devices. All-optical magnetic recording then requires nanos-

tructures to overcome the di�raction limit. Plasmonics provides an approach to manipulate bey-

ong the di�raction limit20. We detail in this section how plasmonics is already integrated in data

storage technologies. Also, we review how plasmonics has been combined either to AO-HIS

for a more energy e�cient manipulation of magnetic order at nanoscale or to enhance the MO

activity that must result in a more sensitive readout.

4.2 Near-�eld transducer

According to the International Data Corporation, the global data creating and replication

should show a compound annula growth of 23% from 2020 to 2025. This statement supports

the ceaseless demand for increasing areal density, making magnetic recording faster and more

energy e�cient. The emergence of perpendicular data recording (PMR) in 2004 conceived by

the hard disk industry �ts with these needs313 despite superparamagnetic limit must lower the

signal to noire ratio (SNR) when the bits are narrowly packed314,315.

Conventional PMR based-devices only use a magnetic �eld to write the information. This

latter has to be con�ned over an area of tens of nanometers and the magnetic �eld gradient de-

termines the recording quality. The data storage industry is facing a "trilemna" since it aims to

combine smaller grain size, recording media with higher anisotropy (to avoid thermal �uctua-

tions leading to unexpected magnetization reversal) and stronger magnetic �eld induced by the

writing head. In this context heat assisted magnetic recording (HAMR) provides a new approach

to allow magnetic recording with PMR whose areal density reached 1 Tb/in²3,4,316,317.

The resolution of HAMR technologies is bounded by the optical spot size whose dimension

lies above the di�raction limit5. The local heating of the magnetic granular media makes its

coercitivity lower signi�cantly lower as sketched in Figure 4.1 so that materials exhibiting high

anisotropy with grain size smaller than 7 nm such as FePt can be involved in the design of hard

disk drives318�321. This allows to rapidely decrease the coercive �eld when the bits are irradiated

but also to restore magnetic properties fast when the laser is switched o�.
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Figure 4.1: (a) Illustration of HAMR principle. (b) Coercivity of FePt media as a function of temperature.

Figure from reference 317.

Now one of the main criteria that determines the recording quality is the thermal gradient.

The highest is the better since the peak temperature at the center should be aboveTC while the

edges of the spot should not a�ect the recording media. To be in with the chance in the race for

high areal density, one should be able to heat locally one single bit to perform magnetic recording

selectively in a single magnetic grain. In this perspective some works proposed the insertion of

a plasmonic near �eld transducer (NFT) in HAMR technologies to create localized heat source

with the excitation of LSPRs5,322,323. This strategy combines HAMR head and engineered media

multilayer as sketched in Figure 4.2.

Figure 4.2: Principle of NFT. Figure from reference 317.

The media cooling time should be fast enough to allow fast magnetic recording but slow

enough for the media to reach the lowest energy state, here the crystal324,325. Many NFT ge-
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ometries have been developed but the most widespread one consists of a lollipop in which a

disk launches the plasmon while a rectangular peg focuses the energy. Figure 4.3 gives an 3D

overwiew of the HAMR writer combined with a plasmonic NFT. The issues related to the exter-

nal environment near the writing position has been addressed for years to maintain performance

due to high temperature and pressure. In particular, the choice of material for the NFT seems

complicated since it should ful�ll many criteria such as cheap price, robust to the aggressive

environment, good adhesion to the dielectric waveguide and low-lossy for plasmonic applica-

tions324,325. Au appears as the best candidate but remains problematic for interface adhesion

with oxides. Alternatives are still investigated for the optimal NFT material.

Figure 4.3: HAMR writing head. (a) Sketch of the recording head with 1.2-mm down-track (DT) and

700-� m cross-track (CT). Air-bearing surface (ABS) lies on the underside. Recording media slides along

the +DT direction. (b) Illustration of the Au NFT connected to the magnetic pole tip. (c) Temperature

distribution within the NFT when it is subjected to a power of 15 mW in case of perfect e�ciency for

the laser and light delivery system. (d) Cross section of the temperature distribution within the NFT. (e)

Cross section of the whole assembly. Figure from reference 324.

Another key ingredient for plasmonic HAMR technologies is an e�cient heat sink to cool

fast the recording media. Indeed, as illustrated in Figure 4.2, the stack below the NFT consists of

substrate, plasmonic heat sink, seed dielectric layer, FePt recording media and C-based coating

layer. Huet al. performed Finite-Di�erence Time-Domain simulations to obtain the normal-

izazed power absorption distribution in the NFT and the recording media326 as shown in Figure

4.4. The area of highest absorption in the recording layer has a characteristic lateral dimension

of 50 nm. This approach provides a means to develop energy e�cient HAMR technologies with

opportunities to increase areal density.

We would like to make these advancements in perspective with the work presented in this
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Figure 4.4: Normalized absorbed power by the NFT and the recording layer. (a) Cross-sectional view.

(b) In-plane view of the media layer. Figure from reference 326.

thesis. The use of signi�cantly smaller magnetic �eld holds true as long as HAMR technologies

use continuous, even long pulsed lasers (at least half a nanosecond). The situation is completely

di�erent if we would consider the integration of ultrafast lasers in such devices. Indeed the

involved time scales would make the Zeeman energy lower than the thermal energies so that

the recording media would freeze in the wrong direction. Then, considering ultrafast laser in

HAMR technologies would lead inexorably to the use of much higher magnetic �elds and we

would lose the bene�ts for which these technologies have been developed. One way to avoid

this issue would be to �nd an alternative to reverse magnetization without magnetic �eld, only

by means of light.

As mentioned before, it is possible to switch deterministically the magnetization of a short

range of magnetic materials with an arbitrary polarized single ultrafast laser pulse. We consider

periodic arrangements of magnetic nanodisks, mimicing a granular media, that can be switched

by a single laser pulse. An external NFT could provide an optical spot that involves enough

nanoparticles to excite a SLR with a central peak energy that would lead to AO-HIS only in the

nanodisk at the center of the periodic array. We focus on two aspects of future plasmonic HAMR

technologies: the design of arti�cial granular media with periodic arrangements of magnetic

nanodisks whose magnetization can be reversed with a single laser pulse of low energy due to
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the excitation of a plasmonic mode and the extension of AO-HIS to larger pulse duration by

means of Cu heat sinks. This latter is also an essential building block to manage the temperature

of the recording media and to avoid the deterioration of the external NFT.

4.3 Energy e�cient control of magnetization at nanoscale

The �rst demonstration of optical control of magnetization with light in GdFeCo showed

reversed area with a characteristic size of 10 of micrometers7. Graveset al. pointed out nanoscale

chemical and magnetic inhomogeneities in RE-TM amorphous alloy GdFeCo that impact spin

dynamics leading to a lower bound for domain stability at 1 micrometer149. Then Le Guyaderet

al. provided the opportunity through their work to reverse the magnetization of 200 nm GdFeCo

nanostructures in sub-100 ps time scale327,328. In this context, Savoiniet al. investigated a large

range of GdFeCo structure sizes but also the corresponding continuous �lm and compared the

minimum energy to observe 100% light-induced demagnetization, AOS and damage as shown

in Figure 4.5329. They could reduce the threshold �uence by 60% on a single 1x1� m² magnetic

structure compared to the continuous thin �lm. They excluded the impact of heat di�usion

and transport of hot carriers to explain the trend observed in Figure 4.5 because magnetization

reversal and the loss of magnetization amplitude were seen to occur at picosecond time scale.

Xun et al. suggested in this context that the e�ects related to electron di�usion and heat capacity

last over nanosecond time scale330. We show in this thesis that this description is not complete

since we can control, by means of Cu heat sinks, the cooling speed of GdFeCo, extending the

scope of AO-HIS to much larger pulse durations and larger pulse energy. Indeed, when the

electronic bath temperature cools down early enough from belowTC we can observe AO-HIS

while we would observe only demagnetization of GdFeCo for very thin Cu layer at the interface

of GdFeCo layer.

They attributed the drop of threshold �uence to an increase of absorption caused by the

creation of standing waves within the particle due to interferences as the wavelength of the in-

coming illumination and the structure were of the same order. To support their statement they

performed FDTD simulations of absorbed energy line pro�les in the structures with lateral size

of 1, 2, 5 and 5 micrometers as shown in Figure 4.6. They evidenced that interferences played a

key role in absorption enhancement because the structures with greatest energy e�ciency were

subwavelength-sized. However they concluded that reducing the particle size does not signi�-

cantly improve the light-matter interaction. The alloy TbFeCo was also believed to be a promis-

ing candidate for all-optical magnetic recording at nanoscale since Finazziet al. could generate
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Figure 4.5: Fluence thresholds for complete demagnetization, all-optical magnetization switching, and

damage as a function of the structure size. Figure from reference 329.

skyrmions and stabilize them without magnetic �eld, with characteristic lateral size of 150 nm.

In fact magnetic skyrmions, standing for nanoscale spin textures, are believed to be promising

for ultradense data storage and logic devices331. All the strategies in these studies did not allow

to perform all-optical magnetic recording with an areal density that competes with HDDs in

the market. A new approach has been proposed by Liuet al. in 2015 by considering two-wire

plasmonic gold nanoantennas on TbFeCo continuous �lm168. Both antennas are aligned and

their close proximity is believed to induce near �eld intensity enhancement332. The geometry

has been optimized to switch magnetic domain subjected to low energy laser pulse whose lat-

eral size depended strongly on the two-wire antenna geometry333. In order to observe magnetic

structures at nanoscale, they used X-ray based imaging approach.

Figure 4.7 evidences deterministic repetitive switching of TbFeCo domains near the plas-

monic antenna. They compared the minimum �uence to perform AOHIS near and away from

the two-wire gold structures and concluded that the absorption enhancement induced by LSPR

decreases the minimum energy to reverse magnetization with light by 37% near the antenna in

comparison to the single continuous �lm. This trend was supported by subsequent simulations

showing the near-�eld distribution when the Au nanostructures were on the TbFeCo �lm. Typ-

ical lateral dimension of switched area reached 53 nm, signi�cantly smaller than any domain

wrote by AO-HIS before this time. However they pointed out strong chemical inhomogeneities

that may con�ict with magnetic properties such as compensation temperature leading to local

changes of minimum energy density to observe magnetization switching. This concern seemed
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Figure 4.6: (a) Absorbed energy pro�les in the structures. (b) Evolution of absorbed energy density as a

function of pattern size. The trend expected without interference e�ects is depicted in blue circles. The

vertical solid line indicates the pump wavelength. Figure from reference 329.

crucial since AO-HIS in GdFeCo is strongly dependent on Gd concentration167 so that the same

trend was expected for TbFeCo. The age of the samples can make the situation even harder with

the segregation of certain elements from the alloy systems changing signi�cantly the magnetic

properties, questioning the long-term usefulness of such system334.

In this perspective, a reliable control of spatial distribution of magnetization switching

could be more adequate in multilayer and/or crystalline systems such as Co/Gd bilayer11,335 or

L10FePt336. That is why Granitzkaet al. aimed to reverse magnetization of FePt granular media

throughout near-�eld enhancement336. They obtained a more complex response as they would

have expected since they noticed that 10-20% of the FePt nanoparticles did not react to ultrafast

laser pulses. They attributed this behaviour to a non-uniform absorption of the granular media.

They considered the impact of surrounding nanoparticles in the light absorption distribution but

also the role of the bottom heat sink layer commonly integrated in HAMR technologies. This

latter aimed to manage temperature in the recording media to cool it quick enough to not freeze

the system along the wrong magnetic orientation. However it made also the heat �ow propagat-

ing out of the nanoparticles so that increased the number of FePt grains not reacting to external

illumination.

In this quest to increase areal density, Mishraet al. considered a random arrangement of

silver nanorings on TbCo alloy �lm337. They showed that the incoming energy was funneled
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through the noble metal particles resulting in a reduction of demagnetization amplitude com-

pared to the free single continuous �lm. This provided a nice opportunity to concentrate all the

incoming illumination into tiny areas giving a new strategy to perfom ultrafast magnetic record-

ing at nanoscale. The same research group patterned periodic arrays of truncated-nanocone-

shaped Au-TbCo antennas and, by means of plasmonic resonance, could increase the demagne-

tization amplitude of the TbCo by a factor of three in comparison to o�-resonance conditions338.

Similarly Katajaet al. patterned periodic arrays of Ni disks and observed that the excitation of

SLRs could enhanced the demagnetization process by means of greater absorption of the metal-

lic particles induced by the collective resonances339. These studies are part of the developement

of hybrid magnetoplasmonic systems for energy e�cient all optical data storage at nanoscale.

Another approach has been proposed by Chenget al. by fabricating many gold nanoislands

on ferromagnetic Co/Pt multilayer system340. They excited LSPR of the noble metal nanopar-

ticles, whose average size was 10 nm, leading to local absorption enhancement in Co/Pt �lms.

Along this line they could control magnetization on plasmonic resonance with a threshold energy

reduced by 18.5%. Since the nanoislands fabrication technique was simple as it only required

annealing, this study provided a strategy to develop low cost and low energy all-optical mag-

netic recording at nanoscale. The use of plasmonic nanostructures seemed promising for the

development of energy-e�cient nanoscale ultrafast magneto-optics341,342.

The use of surface plasmon polaritons (SPPs) also found its interest in recent

progress for all-optical data storage technologies. Their properties have been used for

increasing areal density via multi-level AOS. For instance Ignatyevaet al. sputtered

Si3N4/Gd26Fe64:8Co9:2/Si3N4/Gd27Fe63:9Co9:1/Si3N4 on a prism to selectively reverse the mag-

netization of top or bottom magnetic layer depending on the polarization of the incoming ultrafast

laser pulse213.

As explained in the Chapter 3,p-polarized light is required to launch a SPP at metal/dielectric

interface195. Thus Ignatyevaet al. could induce strong absorption in the �rst GdFeCo with

incomings-polarized light whilep-polarization allowed them to selectively enhance absorption

in the second layer as shown in Figure 4.8. This way they favored light absorption at GdFeCo/air

interface rather than the GdFeCo/glass interface. MOKE images showed switched areas where

the sample was subjected to optical excitations. In particular, Figures 4.8(d,e) present di�erent

contrast with white and black colours related to top and bottom GdFeCo layers, respectively.

They evidenced the opportunity to perform all-optical magnetic recording at di�erent levels

validating another approach to increase areal density with plasmonics.

They improved this capability few years later by increasing the number of GdFeCo layers
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Figure 4.7: (a) Initial magnetic state. (b) Magnetic contrast after the system has been subjected to a laser

pulse of 3.7 mJ/cm². The switched domain has a typical size of 53.4 nm. (c) Magnetic state after being

reset by external out-of-plane magnetic �eld. (d) Magnetic contrast after the system has been subjected

to a laser pulse of 4.0 mJ/cm². (e) Magnetic contrast after the system has been subjected to another laser

pulse of 4.0 mJ/cm². (f) Blue data presents the minimum �uence to reverse subwavelength-sized domains

near the antennas while red data shows the same kind of data without near-�eld enhancement. AOS starts

to be observed next to the two-wire plasmonic nanoantenna for a �uence of 3.7 mJ/cm². The lower bound

on continuous �lm reaches 5.8 mJ/cm² away from the antenna. (g) Calculated near-�eld distribution near

the two-wire antenna for three di�erent wavelengths. Figure from reference 168.

in the heterostructure343. One remaining scienti�c challenge is the integration of AOS on-chip

compatible with complementary metal�oxide�semiconductor (CMOS) technologies. That is

why Duttaet al. studied nanodisks consisting of a multilayer arrangement with plasmonic ma-

terial (noble metal), ferrimagnetic perpendiculrly magnetized system (GdFeCo and BIG) and

capping layer (titanium nitride)344. They predicted through numerical simulations that this kind

of CMOS-compatible structures could induce an opto-magnetic �eld when subjected to exter-

nal light, being an important step for the development of hybrid devices for all-optical magnetic

recording technologies.

Now the question is how to integrate such designs in photonic platforms345. Recent works

of Pezeshkiet al. proposed a design involving a photonic crystal cavity coupled to a double V-

shaped gold plasmonic antenna for being able to write nanoscale magnetic bits with low energy

on racetrack memories as illustrated in Figure 4.9346. They predicted that AOS must be more

energy e�cient through absorption hot spot induced by the cavity but could also detect the

magnetic state of a 200� 100 nm2 bit with a relative contrast greater than 0.6%.

In this perspective they proposed a method to integrate photonics in CMOS technologies
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Figure 4.8: (a) Sketch of experimental con�guration. Red and blue correspond top ands polarization,

respectively. (b, c) In depth distribution of EM energyjej2 (dashed-dotted line), partial absorption�A

and total absorptionA (solid line) for incomingp ands-polarized light, respectively. The wavelength is

�xed at 800 nm while the angle of incidence is 59°. (d, e) MOKE images of polarization-dependent AOS.

The left (resp. right) arrow indicates the orientation of Gd sublattice magnetic moments within the top

(resp. bottom) layer of the RE-TM alloy system. Images in (d) and (e) have been obtained for a measured

�uence of 10 mJ/cm² and 12 mJ/cm², respectively. Figure adapted from reference 213.

for energy e�cient and reliable all-optical magnetic recording. In parallel they numerically

investigated the possibility to integrate plasmonic-photonic component in Indium-Phosphide

Membrane on Silicon (IMOS) to o�er a light polarization control in active photonic integrated

circuits347. This work seems to be a key progress for the integration of AOS in magnetic storage

technologies345. This could be combined with recent work of Abendrothet al. in which they

observed sixfold enhancement of electric �eld rotation in [Co/Pt] continuous �lms with periodic

arrangement of Si nanodisks fabricated on top of the multilayer stack once the whole system is

subjected to a circularly polarized light excitation348.

4.4 Magneto-optical activity enhancement

Plasmonics can provide new functionalities to write the information with light. Through
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Figure 4.9: a) Sketch of the concept. b) Top view of the platform with photonic crystal (PhC) cavity

parameters.d1� 4 = 100, 110, 120 and 170 nm,p = 370 nm,w1 = 570 nm, h = 250 nm andwRt = 120

nm. c) Highlight on the double V-shaped gold plasmonic antenna (PNA) on the racetrack withlP NA

= 120 nm,hP NA = wP NA = 30 nm andhRt = 10 nm. Subparts of the PNA are oriented at 45° from

racetrack main axis. Figure from reference 346.

the development of all-optical magnetic recording devices, information should be also read by

means of light. In this section, we stress how the combination of magnetism, plasmonics and

photonics is the corner stone of the future approaches for magnetic recording through the en-

hancement of MO activity312,349,350. The pioneer work of Sepulvedaet al. explains how noble

metals nanodisks can exhibit strong MO activity when they are subjected to low external mag-

netic �elds. Since they applied a magnetic �eld they created an arti�cal magnetic moment, this

latter led to a Lorentz force. As the magnetic Lorentz force depends on the polarizability of

the system, they attributed the increase of MO activity to a rise of this force coming from large

coherent oscillations of the electronic cloud within the Au nanodisk. They could induce such

behaviour through the excitation of LSPR.

Some studies already suggested that the excitation of LSPR in magnetic nanostructures could

enhance the MO resulting signal while changing its phase309,312,351. Maccaferriet al. developed

a theoretical model to describe the behaviour of such enhancement of MO signal coming from

Ni nanodisks and explained that the excitation of LSPR induces two electric dipoles with the

structure. The �rst one, purely optical, is aligned with the direction of the incoming electric

�eld while the second one, orthogonal to the latter, exists because of the o�-diagonal terms in
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the permittivity tensor, terms that contains the MO Voigt constant310. He could reproduce his

experimental results by modeling a ferromagnetic nanodisk by two coupled orthogonal damped

harmonic oscillators as presented in Figure 4.10. The same approach has been used by Kataja

et al. in 2015 to reproduce the MO spectra of periodic arrays of magnetic nanodisks248.

Figure 4.10: (a) Ferromagnetic nanodisks described by two orthogonal electric dipoles modeled as two

damped harmonic oscillators. These latters are characterized by their spring constantsk and their massm.

(b) Extinction spectra of elliptical magnetic nanostructures for the two main directions of polarization. (c)

Calculated Kerr angle as function of the wavelength for the same system. (d) Corresponding Kerr angle

spectra. (e) Calculated Kerr angle as function of the wavelength considering the e�ect of glass substrate.

Figure adapted from reference 310.

Then Floesset al. developed a full analytical model involving a coupled oscillator to de-

scribe the MO activity of hybrid magnetoplasmonic system consisting of a 1D wire-based Au

grating on top of a dielectric continuous �lm352. In comparison to noble metals based nanostruc-

tures, widely used magnetic materials exhibit large dissipative losses resulting in huge interest in

using hybrid magnetoplasmonic structures. This �nding led some research groups to the inves-

tigation of MO activity of Au/Co/Au trilayers353�355, nanosandwiches356 and nanorods357. Other

approaches considered Co-noble metal core-shell particles358,359, hybrid metasurfaces360 or cov-

ering a magnetic dielectric continuous �lm by a periodic arrangement of noble metals nanos-

tructures361�364. Another way to improve theQ-factor of the resonance combined with a stronger

coupling between the two orthogonal electric dipoles is to arrange the magnetic nanoparticles

into periodic arrangements220�222,248,250,365or the use of 3D ferromagnets366. In like manner

as Liu et al.168, proximity of nanoparticles can also give rise tp a strong near-�eld interaction

leading here to substantial MO e�ect367�370.
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In particular, systems consisting of periodic structures of metal and/or dielectric materials

that can launch SPPs belong to the family of magnetoplasmonic crystals (MPC). It has been

shown that T-MOKE signal can be signi�cantly enhanced by all metallic ferromagnetic 1D

grating371,372, hybrid magnetic grating 1D grating373, Au/Co/Au multilayer354,374�376, nanocor-

rugated thin �lms377,378. These geometries also allow L-MOKE signal enhanced at plasmon

resonance379. The family of MPC also contains the metasurfaces348,360. Inherent losses coming

from the metallic ferromagnetic materials favor the use of low-loss dielectric magnetic mate-

rials361,364. A more exotic investigation has been proposed by Kalishet al. in 2018 with a

magnetoplasmonic quasicrystal380. Indeed, after depositing an Au layer on a magnetic dielectric

continuous �lm, they etched selectively the capping layer to create a sequence of slits reproduc-

ing a Fibonacci chain. Structures corresponded either to 0 or to 1. Then the whole system could

exhibit several plasmon resonances giving more freedom to enhance T-MOKE signal.

We want to stress the importance of periodic arrangements of metallic nanostructures, made

of antidots or nanoparticles, since they exhibit SLRs and SPPs, promising for enhancing MO

e�ects. These kind of geometries strike to the very heart of this thesis. The �rst con�guration

consists of perforating periodically the magnetic �lm giving rise of for the instance widely used

hexagonoal antidot arrays255,381�383. The �eld enhancement within the magnetic system impacts

directly the MO re�ection coe�cientsr sp andrps that we detail in Chapter 3 so that Kerr rota-

tion is signi�cantly increased. The opposite approach which also induces SLRs is to arrange a

periodic arrangement of magnetic metallic nanoparticles248,273,279,365. Katajaet al. stressed in

2015 that the excitaiton of SLRs in such systems also enhanced MO activity. More than that,

by breaking the array geometry, they pointed out that the position of the SLR is determined,

for a given nanodisk size, by the lattice period orthogonal to the incoming electric �eld polar-

ization. That is why Figure 4.11 presents redshifted SLRs for greater orthogonal period while

varying longitudinal period does not a�ect the position of the resonance. This important result

is in line with the work of Kravetset al. that suggests that probing the same kind of metasur-

face withp-polarized light at oblique incidence should not a�ect the position of SLRs while

s-polarized light splits. The underlying physics is an additional phase term along the radiation

direction fors-polarized source while this latter occurs along the non-radiative direction forp-

polarized source. This means that onlys-polarized light whose polarizationa axis is orthogonal

to the plane of incidence breaks the symmetry and impact the spectral position of SLRs. These

concepts are key ingredients to evidence magnetism-induced SLRs, detailed in Chapter 7.

We would like to make these recent developments in perspective with societal needs. First of

all, since future magnetism-based information need faster manipulation of magnetization with
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higher energy e�ciency, it seems that the integration of magnetoplasmonics in all-optical mag-

netic recording platforms should ful�ll these needs. From one side, plasmonics gives oppor-

tunity to write information by means of light at nanoscale with signi�cantly lower threshold

�uence. From another side, the MO activity enhancement at resonance could provide a reliable

way to get strong readout sensitivity. These points will be developed in Chapters 6 and 7. The

applicability of such systems is even more general. Indeed magnetoplasmonics can be also ded-

icated to chemical and biological sensing in which enhancing the re�ecting MO signal paving

the path for the new generation of highly sensitive biotechnologies355,384�392.

4.5 Conclusion

We revealed how plasmonics and ultrafast magnetism can be combined as part of the de-

velopment of photonic platforms for the next generation of heat-assisted magnetic recording

technologies. In particular we showed that magnetoplasmonics can associate energy e�cient

all-optical magnetic reversal with strong reliable readout sensitivity since plasmonics enhance

MO e�ects. We aim in this thesis to intervene in two aspects of HAMR technologies: the gran-

ular media via the excitation of SLRs in periodic arrays of magnetic nanodisks and the heat sink

layer via a study of the impact of heat sink layers on the maximum laser pulse duration for which

AO-HIS is achievable. We explain in the next chapter the experimental and numerical methods

we used to lead these works.
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Figure 4.11: (a) Sketch of the periodic array of magnetic nanodisks. The incident electric �eld comes

with only y component and induces two orthogonal electric dipoles within the magnetic nanostructures, a

pure opticaldx and a MOdy . (b) SEM image of the Ni metasurface. The scale bar corresponds to 200 nm.

(c) Optical transmission spectra of an array with a unique lattice period of 400 nm and nanodisk diameter

of 120 nm for several incidence incidence angles. The DOs (+1, 0) and (-1,0) cross at normal incidence.

(d) Re�ection, (e) Kerr ellipticity and (f) Kerr rotation spectra probed at normal incidence with incoming

polarizationEx and varying periodicpy . (g) Re�ection, (h) Kerr ellipticity and (i) Kerr rotation spectra

probed at normal incidence with incoming polarizationEy and varying periodicpy . Figure adapted from

reference 248.
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Chapter 5

Methodology

This chapter dedicated to methodology aims to present the di�erent techniques that have been

used for this work. After introducing the thin �lms deposition methods and the following charac-

terizations, the fabrication techniques to get the nanostructures are detailed. In a third part, the

physics of ultrafast lasers is explained as a part of this thesis has been devoted to the development

of experimental set-ups involving femtosecond lasers. Finally, we emphasize the �nite-element

method that we used to simulate the optical behaviours of the systems of interest.
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5.1 Introduction

All the samples of this work have been grown by DC magnetron sputtering. We explain how

they have been characterized with a MOKE magnetometer to ensure they exhibit PMA. Also,

since we considered metasurfaces, we present the experimental set ups that allowed us to extract

their optical and MO spectra. Also, we explain how we optimized the fabrication technique to

get properly de�ned periodic arrays of nanodisks. Lately we describe the ultrafast lasers that we

considered to perform AO-HIS, including the development of an ultrafast laser experiment in

which the wavelength of both pump and probe sources is tunable.

5.2 Thin �lms deposition and characterizations

We start this chapter with the thin �ms deposition techniques and subsequent optical and

MO characterizations.

5.2.1 DC sputtering technique

A wide range of thin �lm deposition techniques exists, including atomic layer deposition,

pulsed laser deposition, molecular beam epitaxial, chemical vapour deposition, physical vapour

deposition (PVD), etc. In this thesis, we mainly focused on PVD techniques, in particular DC

sputtering and e-beam evaporation. The �rst one consists of ejecting atoms from a pure element

"target" by the bombardment of high-energetic ions from Ar inert gas, resulting in coatings onto

the substrate. The plasma is induced by an applied DC voltage between the target and the anode.

A high vacuum is required, around 5e� 8 Torr, to ensure high quality plasma but also a large mean

free path for getting straight line trajectories for the ejected neutral particles. Besides, cooling

systems are required to avoid large heat radiation. A way to improve the process is to consider a

magnetron as sketched in Figure 5.1. The idea is to insert permanent magnets below the target

in order to con�ne the plasma near the target. Then ionizing collisions with the Ar gas occur

more often resulting in a more stable plasma and higher quality coatings. This method has been

used for depositing the initial thin �lms before going to the clean rooms for nanofabrication.

5.2.2 E-beam evaporation

The second main deposition technique involved in this thesis is electron beam evaporation,

consisting of evaporating the target material resulting in depositon onto the substrate as sketched
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Figure 5.1: Sketch of DC magnetron sputtering.

in Figure 5.2. More precisely an electron beam coming from a charge tungsten �lament bom-

bards the crucible that contains the target material in order to obtain a vapour gas. A high vacuum

pressure is also needed, around 1e� 7 Torr, to ensure high quality deposition and to reduce sig-

ni�cantly the melting points. High deposition rates are reachable, ranging from 0.1 nm/min to

100 nm/min. Contamination as well as substrate damages related to heat are limited as heating

focuses only on the desired crucible. The deposition rate, that is to say the electron beam power,

can be controlled with the help of a quartz crystal. Basically, the crystal oscillation frequency

rises as the crystal weight increases due to coating from the crucible on it. This allows a �ne

control of the deposition rate. This PVD method has been used only for depositing Au and Al,

the sputtering technique has been preferred for growing thin �lms before additional preparation

in the clean rooms.

5.2.3 MOKE magnetometer

A way to characterize the magnetic properties of thin �lms is to probe the MOKE as sketched

in Figure 5.3.

The charge coupled device (CCD) probes the �rst and second harmonic MOKE intensities
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Figure 5.2: Sketch of e-beam evaporation technique.

I (f ) andI (2f ) whose origin is details in Appendix B, wheref is the modulation frequency of the

photoelastic modulator (PEM). van Genuchten pointed out that the2f -component of the signal

gives the Kerr rotation while thef -component provides the Kerr ellipticity393. This approach is

a fast reliable technique to know the magnetic properties of magnetic systems and helped us to

know if the as-grown samples exhibit PMA. The light source atInstitut Jean Lamourconsists

of He-Ne laser at wavelength of 632.8 nm so that the MOKE measurements are sensitive to the

MO response of Co. As stressed by Polisettyet al. we work in the con�guration for the greatest

signal-to-noise ratio (SNR) for P-MOKE and L-MOKE geometries394. The transmission axis of

the polarizer is at oriented 90° regarding the plane of incidence while the analyzer transmission

axis has been �xed either at 45° or at 135°. The lock-in which aims to increase the SNR is set

on f and2f to measure both Kerr ellipticity and rotation.

Similar measurements have been performed atAalto Universitywith the same kind of exper-

imental techniques as sketched in Figure 5.4. This allows probing the Kerr e�ect as well as the

Faraday e�ect (in transmission). It should be mentioned that in order to distinguish the rotation

and the ellipticity in this latter , two PEM at two di�erent frequencies are involved (50 kHz for

the ellipticity, 100 kHz for the rotation), linked to two lock-in ampli�ers.
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Figure 5.3: MOKE magnetometer atInstitut Jean Lamourwith following elements: analyzer (A); charge

coupled device (CCD); polarizer (P); photoelastic modulator (PEM); mirror (M); sample (S).

Photoelastic modulator

The PEM introduces a time-dependent phase shift oscillating at the frequencyf between the

two components of the incoming light polarization395,396. We aligned the main axis of the PEM

with the directionss or p. This means that if the incoming light is 45° polarized, the PEM makes

its polarization oscillating between linear and circular states. This tool is crucial to induce �rst

and second harmonic MOKE signals.

Lock-in ampli�cation

Lock-in ampli�cation aims to improve the SNR. This technique is phase-sensitive and allows

extracting a signal for a given frequency and phase. The principle consists of multiplying the

signal with a reference sine wave at the PEM modulation frequency. After averaging during

enough time by propagating through a low-pass �lter, only components of the output signal with

the same frequency as the reference signal remain and most of components related to noise are

suppressed.

5.2.4 Measurement of optical spectra

The optical response of the metasurfaces has been carried atAalto Universityby measuring
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Figure 5.4: MOKE and MOFE magnetometer atAalto Universitywith following elements: analyzer (A);

charge coupled device (CCD); lens (L); polarizer (P); photoelastic modulator (PEM); mirror (M); sample

(S).

the re�ection and transmisson spectra. We used index matching liquid to avoid strong refrac-

tive index mismatch between the substrate and the surrounding media so that the system of

interest is embedded in homogeneous media. The experimental set-up, that involves an NKT

SuperK EXW-12 supercontinuum laser as a light source linked to an acousto-optical tunable

�lter (AOTF), is sketched in Figure 5.5. Even if the wavelength can be tuned from 450 nm to

2000 nm, the sensitivity of the photo-diode allows relevant measurements between 500 nm and

1100 nm.

For instance, for an intensity re�ected by the periodic arrayI r , the resulting re�ectivityR is

given by

R =
I r � I d

I ref � I d
(5.1)

where the reference signalI ref is the substrate re�ected signal andI d the dark current signal

of the detector. The silver D-shaped mirrorM 3 permits to probe either the re�ectivity or the

transmittivity. CCD cameras associated to a x10 objective help to visualize the systems while
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Figure 5.5: Optical measurements atAalto Universitywith following elements: charge coupled device

(CCD); lens (L); mirror (M); sample (S).

the photodiodes measure the signals.

5.3 Fabrication techniques

Fabricating periodic arrays of nanoparticles requires rigor and combines plenty of steps. We

favored a top-down approach involving e-beam lithography (EBL), PVD, lift-o� and IBE whose

parameters have been optimized to obtain structures as alike as we want and as reproducible as

possible. An usual fabrication process is illustrated in Figure 5.6.

5.3.1 Electron-beam lithography

EBL consists of insulating locally an electro-sensitive material with a focused electron beam.

During this thesis, we used a resist made of poly(methylmethacrylate)(PMMA) which is a pos-

itive resist meaning that exposing it leads to its removal during the development step. Spin-

coating is required for providing uniform resist distribution over the �lm. Baking is needed to

evaporate the remaining solvent but also to relax the accumulated constraints and to improve its
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Figure 5.6: Fabrication work-�ow.

adhesion to the substrate. The optimal conditions are discussed later. It should be mentionned

that the resist should be coated on a conductive layer to avoid charging e�ects. Indeed when

an electron-beam scans an insulator surface, surface charges accumulate resulting in unwanted

pattern distortions as the electron-beam is deviated randomly. In this thesis we used a hybrid

system that includes a lithography system and a scanning electron microscope (SEM) RAITH

150-2. The system is sketched in Figure 5.7.

Principle

First electrons are accelerated in the electron gun, usually with a tension of 20 kV in our

system. The resulting beam is related to a current that depends on the aperture size. We always

used the smallest aperture dimension to reach the best resolution of the set-up, around 40 nm.

However, the writing time is increased signi�cantly comparing to a larger aperture. A compro-

mise is necessary between high resolution and fast writing time. Also the electronic lenses focus

the electron-beam. They are comparable to optical lenses and are mostly convergent. They have

corrections to avoid spherical and chromatic aberrations. In addition, as the electron-beam is

constantly emitted, the beam blanker plays the role of a shutter to not make it interact with the

resist continuously.
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Figure 5.7: Electron-beam lithography.

EBL is a maskless technique (in opposite to optical lithography) and �ts with resolution and

design �exibility requirements. The main drawback of this technique is the writing time that can

last days in some cases. For ensuring high quality patterns, the size of the exposed area, so-called

write�eld, has to be limited else de�ections might occur when patterning away from the centered

area as illustrated in Figure 5.8. Thus a large write�eld divided in smaller write�elds has been

preferred when the periodic arrays of nanodisks have been patterned. Besides, we usually worked

with a working distance of 9.0 mm. This parameter should be as short as possible in order to

improve the resolution at high magni�cation.

Adjustments and critical parameters

The most important step during the process is the adjustment of the focus. This is achieved by

creating a "point of contamination" (the electron-beam interacts with the resists over a very tiny
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Figure 5.8: E�ect of de�ection.

area) to control the working distance and to correct the stigmatism. Most of time the focal length

is not the same alongx andy axes of the lenses and it is crucial to solve this issue, in particular

when the target pattern consists of periodic arrays of disks else it must impact signi�cantly the

shapes and the positions of the plasmonic resonances. A typical adjustment is shown in Figure

5.9.

Figure 5.9: Spot contamination for adjusting the focus and the stigmatism.

In this work, we considered only surface dose with a standard nominal dose of 120� C/cm2.

Then the strategy consists of moving the electron-beam on the areas that should be exposed on

the writ�eld that is divided into pixels. The beam blanker is closed between two exposed areas

and the beam speed is controlled by the step size (distance between each exposed area) and the

dwell time (insulation time of a pixel). The doseD, the beam currentI , the dwell time� and
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the step sizes are interconnected following

D =
I � �

s2
(5.2)

The step size has to be small enough to avoid pixelation problems. Typically we used a 5

nm-step size for 100 nm-sized structures.

Back-scattered electrons

The electron-beam interacts with the sample through an interaction volume as sketched in

Figure 5.10. Depending on the penetration depth of the primary electrons from the electron-

beam, one can extract di�erent signals that are useful for microscopy. For instance back-scattered

imaging mode is achieved with the help of re�ected high-energy back-scattered electrons (elastic

scattering) while secondary electrons are re�ected through inelastic scattering.

Figure 5.10: Scanning electron microscopy electron-beam pro�le after substrate interaction. Figure from

reference 397.

In particular, during the writing step, back-scattered electrons can induce unwanted e�ects.

Indeed, due to their re�ection, they can a�ect periodic patterns of nanostructures, implying their

enlargement or even worse as shown in Figure 5.11. This can be solved in two ways: reducing
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the atomic mass of the substrate to induce less re�ection and/or decreasing the surface dose to

send fewer electrons.

Figure 5.11: (a) Periodic pattern una�ected by back-scattered electrons. (b) Periodic pattern a�ected by

back-scattered electrons.

5.3.2 Patterning transfer

Several techniques can be used to transfer the patterns after the lithography step. We consid-

ered a substractive method that we believed more adequate for getting periodic arrays of magnetic

disks on glass. We evaporated Al on the sample right after the development step followed by a

lift-o� step for getting an etching mask. After that we used an ion-beam to etch both the mask

and the unprotected full �lm at the same time as illustrated in Figure 5.6. Most of time wet

etching is needed after dry etching to remove the remaining Al.

Lift-o�

The expected tomography is better obtained with a bilayer resist system. It consists of two

layers of resist with di�erent sensitivity resulting in speci�c shape after development as sketched

in Figure 5.12. In this work we used acetone to remove the resist with the help of ultrasounds.

This approach unfavors side e�ects such as "rabbit ears". Indeed if the sides of the apertures

are not hidden by an upper resist layer then additional deposition can occur on the edges of the

patterns as in Figure 5.12. However, in this work, most of the samples were signi�cantly sensitive

to the temperature. As each layer of resist requires in principle 5 min of baking at 180°C, we

decided to develop a method involving a single layer of resist baked at 115°C during 1 min

and we managed to limit the side e�ects on the structures as we deposited the Al etching mask

with evaporation. It should be mentioned that the roughness of the sample before spin-coating

impacts the lift-o�. Indeed a more pronounced roughness increases the contact surface between
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Figure 5.12: (a) Impact of two resist layers on pattern pro�le, (b) Undesirable side e�ects induced by the

use of a single resist layer.

the capping layer of the multilayer system and the bottom layer of the resist. This makes the

lift-o� step more di�cult. In addition to the quality of the �lm, the deposition thickness should

not exceed 30% of the global resist system thickness to favor the lift-o�.

Ion beam etching

IBE aims to etch any system, metallic or dielectric, by means of ion beam. We considered

this technique in the nanofabrication work�ow because it is easier to keep out-of-plane mag-

netization by patterning thin �lms than to get perpendicular magnetic anisotropy (PMA) when

�lling periodic arrays of 100 nm sized-holes of GdFeCo or [Co/Gd/Pt] during the sputtering

step. Besides, sputtering step must heat the resists, hardening it and making the lift-o� step

more complicated to do. IBE involves high energy Ar ions bombarding the �lms in order to etch

both the protected mask and the unprotected continuous �lms. It provides pro�les with great

anisotropy with sub-micron resolution. In addition our equipment includes a selected ion mon-

itoring (SIMS) that plays the role of a mass spectrometer. Thus etching can be followed in-situ

and allows a better control over the time as shown in Figure 5.13. However materials with very

close atomic mass can not be distinguished completely such as Si that is the substrate and Al

that is the material that composes the etching mask. Most of time dry etching is followed by wet

etching to remove the remaining material from the etching mask. We used MF-319 developer

that is compatible with plently of materials while it etches Al with an etching rate around 35

nm/min.
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Figure 5.13: Example of SIMS pro�le for the system composed of glass//Ta(5 nm)/Pt(5 nm)/[Co(1

nm)/Gd(2 nm)/Pt(3 nm)]6/Pt(1 nm).

5.4 Ultrafast lasers

AO-HIS experiments have been performed with ultrafast lasers. The opportunity to produce

sub-picosecond light pulses opens new paths of ultrafast magnetism, in a time range signi�cantly

faster than usual time scales of magnetization dynamics in HDDs. This section aims to present

ultrafast laser pulses, the related issues and how to overcome them. Then we will describe the

physical principle of ultrafast laser pulse generation. In this work we considered a Ti:sapphire

femtosceond laser source with regenerative ampli�er and a Yt femtosecond �ber laser with re-

generative ampli�er and two optical parametric ampli�ers (OPA) to tune the light wavelength.

5.4.1 Ultrafast laser pulses

Ultrafast laser pulses correspond to light pulses with duration below few picoseconds. They

can be described in time domain but also in frequency domain by

~E(! ) =
Z + 1

�1
E(t)ei!t dt (5.3a)

E(t) =
1

2�

Z + 1

�1

~E(! )e� i!t d! (5.3b)

It comes that for a given duration the pulse is characterized by a spectral bandwidth follow-

ing398
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h� ti =

R+ 1
�1 t jE(t)j2dt

R+ 1
�1 jE(t)j2dt

(5.4a)

h� ! 2i =

R+ 1
�1 ! 2j ~E(! )j2d!
R+ 1

�1 j ~E(! )j2d!
(5.4b)

These standard statistical de�nitions are interconnected through the quantum mechanical

time-energy uncertainty principle

h� tih� ! i �
1
2

(5.5)

As a consequence the shorter the pulse is, the broader the spectrum is. In principle it is

convenient to measure� t and� � at half-maximum values and to compare their product to a

characteristic constantK that describe the shape of the pulse as

� t� � � K (5.6)

K typically reaches 0.142 for Lorentzian shapes and 0.441 for Gaussian shapes398. It should be

mentionned that expressing the complex electric �eld in time domain, one can notice a phase

terme depending on time. That is why the electric �eld possesses a varying frequency that makes

the pulse chirped as shown in Figure 5.14.

Figure 5.14: (a) Unchirped pulse. (b) Blue-chirped pulse. (c) Red-chirped pulse.

Dispersion

A broad bandwidth is required to get ultrafast laser pulses. One way is to include a dispersive

medium in the laser system. Dispersion compensation is also required. One way is to use grating
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compressors as illustrated in Figure 5.15 that consists of a pair of re�ective gratings where the

�rst one splits the light into di�erent spectral components while the second one corrects the

spatial dispersion and recombines the pulses399. This method allows reaching time scales below

30 fs400. The two main drawbacks are the high losses induced by the compressor and that only the

�rst order of di�raction is used in this con�guration. Replacing grating compressors by prism

compressors reduces drastically the losses401. However dispersion and recombination e�ciency

are quite limited comparing to the di�raction gratings. Combining gratings and prisms seems

then to be a good compromise402,403.

Figure 5.15: Principle of a grating compressor.

Another common way to compensate dispersion is the integration of chirped mirror com-

pressors made of dielectric mirrors404. This method consists of stacking di�erent quarter-wave

layers so that waves with larger wavelengths can propagate through a longer distance in the sys-

tem than the ones with shorter wavelengths. As a consequence all the wavelengths are re�ected.

This technique is e�cient but shows several issues such as the strong refractive index mismatch

between the mirror system and the top of the stack that may induce unwanted interferences re-

sulting in dispersion oscillations405,406. This impedance-matching problem can be solved by

considering double-chirped mirrors407 as depicted in Figure 5.16.
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Figure 5.16: Double-chirped mirrors. Figure from reference 407.

Mode-locking

A widespread method to generate ultrafast laser pulses is to use mode-locking. A gain

medium is needed to create ultrashort laser pulses. First Moulton studied Ti:sapphire oscil-

lators in 1986 for generating sub-5 fs laser pulses408. The use of gain medium is justi�ed by the

Kerr-lens mode-locking that is based on intensity-dependent refractive index. Since the center

of the gaussian beam is more intense than its edge, it will propagate di�erently resulting in the

excitation of multiple modes. These latter oscillate independently in a simple Fabry-Perot laser

cavity. If the corresponding phases of the modes are random, only noise emitted but locking

the phases resulting in constructive interferences creating a train of intense pulses with a char-

acteristic repetition rate linked to the cavity round-trip as shown in Figure 5.17. The higher the

number of modes is, the faster the resulting pulse is.

In case of passive mode-locking, a saturable absorber is required in order to selectively trans-

mit high intensity light. As a consequence, continuous wave (CW) experiences constant absorp-

tion losses while the pulse will brie�y saturate the absorber resulting in low losses for the most

intense part of the pulse. Thus the saturable absorber plays the role of a shutter whose activation

is induced by the pulse itself. Active mode-locking involves electronically based shutters with a

slower modulation rate than in passive mode-locking. Indeed it consists of modulating the signal

at the repetition rate with the use of a shutter that is synchronized with the round trip time of the

pulse in the system.

Chirped-pulse ampli�cation

One e�cient way to generate ultrafast high energy light pulse is the so-called chirped-pulse

ampli�cation (CPA) awarded by a Nobel prize in Physics in 2018409. This technique consists

of stretching the pulse in time before ampli�cation in the gain medium then to compress the re-

sulting ampli�ed stretched pulse through the help of gratings and/or prisms- based compressors

or double-chirped mirrors. In addition, it should be mentioned that the resulting pulse is not

as short as the seed pulse, before the stretching. This is due to a narrower spectral bandwidth
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Figure 5.17: Principle of mode-locking.

induced by the bandwidth of the gain410.

Pulse characterization with an auto-correlator

In this work we used various auto-correlators to characterize the ultrafast pulse spatial dis-

tribution. Measuring an event requires an event even shorter. The only opportunity that seems

reasonable is to use the laser pulse itself to know its pulse duration that is why this method is

called auto-correlation. In practice, the pulse is split into two components which experience a

delay� . They propagate through a non-linear optical crystal then are recombined on a detector

as sketched in Figure 5.18.

The crystal introduces an electric �eld with a frequency twice larger than the incoming light
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Figure 5.18: Autocorrelator with following elements: beam-splitter (BS); �lter (F); mirror (M); target

beam alignment (T).

(Second Harmonic Generation) that correlates the electric �elds of the components, resulting in

an auto-correlated intensity proportional of the intensities of the two components. The system

links then the full-width half-maximum (FWHM) of the output signal� 0 to the time pulse� P .

The auto-correlated signal takes the form

S(� ) =
Z + 1

�1
I (t)I (t � � )dt (5.7)

whereI is the intensity of the laser pulse. Knowing the signalS and assuming a certain pulse

shape, it is possible to link� 0 and� P . For instance, in case of gaussian shape,� 0 = 1:41� � P

and other constants exist for many other di�erent pulse types. Besides the laser beam has to be

spatially characterized so we analyzed images of the beam spot as shown in Figure 5.19(a). The

time averaged intensity of the EM �eld, from a superposition of di�erent waves, can be deduced

from Poynting's vector in the beam propagation directionz as

I (r; z) = I 0(
w0

w(z)

2
)e

� 2r 2

w ( z ) 2 (5.8)

whereI 0 = � 0E 2
0 / 2� 0 is the time averaged intensity at the center of the beam spot when

perfectly focused andw0 the waist radius. At a given distancez from the focal point and at a

distancewz from the propagation direction of the light,I (w(z); z) = I (0; z)e� 2. Then we deter-
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mined the diameter of the beam spot with the1 / e2 convention. We combined this measurement

with another approach to determine the beam spot size that we detail in Chapter 8.

Figure 5.19: Beam pro�les. (a) Spatial distribution of the laser beam. Inset shows the corresponding

image. Scale bar = 100� m. (b) 201 fs pulse length with gaussian �t.

5.4.2 MOKE microscopy

We used a MOKE microscope to determine if magnetization was switched or not after the

action of a single femtosecond laser pulse. Figure 5.20 presents typical AOS MOKE images

obtained in the corresponding experimental set-up. The schematic representation does not show

laser pumping and ampli�cation and the pulse picker required to provide single pulse. The half

wave-plate (� /2 WP) and the polarizer (P) provide a linearly polarized pulse whose �uence is

controlled carefully. The light is focused on the sample with the lens (LF ) placed on a delay stage

so that the size of the beam spot can be tuned. In addition microscopy imaging is made possible

with a light emitting diode (LED) whose emitted light is centered at 630 nm. First the incoming

light propagates through a Fresnel lens(FL) and then is collimated by a lens (L). The probe

source becomes then linearly polarized (P1) and reaches the sample after re�ecting partially on

the beam-splitter (BS) and going through the objective (O). The �lter (F) is a bandpass �lter

so that only the light from the LED can propagate and CCD alteration related to laser light is

avoided.

It should be mentioned that the light coming from LED source propagates through a �rst

polarizer (P) before interacting with the sample then goes through an analyzer as in the MOKE

magnetometer (A). If their transmission axis are aligned the CCD probes pure optical signal
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while orthogonal geometry, despite it is predicted to give the strongest MO signal, do not let light

propagating to the CCD. These optics should be then almost crossed to probe the strongest MO

signal. At any pixel of an image, the di�erence of light intensities for magnetizations pointing

upwards and downwards is directly related to the magnetization of the system. We properly

determined the scale bars by means of patterned samples with well-known typical dimensions.

Before sending any ultrafast laser pulse to the sample we always take a background image

with an homogeneously satured magnetization. After that we substract the image after laser

excitation by the reference. Knowing the intensity levels for both perpendicular orientations

we can deduce if light reversed or not the magnetization of the sample. We processed the raw

images with the open source software ImageJ and colored them with the lookup tablephase.

We consistently attributed the red (blue) color to a magnetization pointing up (down).

Figure 5.20: MOKE microscopy involving Ti:sapphire laser atInstitut Jean Lamourwith following el-

ements: analyzer (A); beam-splitter (BS); charge coupled device (CCD); �lter (F); Fresnel lens (FL);

lens (L); lens for focusing the lasser beam (LF ); mirror (M); objective (O); polarizer (P); sample (S);

half waveplate (� /2 WP). Raw MOKE images of a single GdFeCo layer (a) after saturation and (b) after

getting subjected to an ultrafast laser pulse.

5.4.3 Time-resolved MOKE microscopy

This subsection retains a line of continuity from the previous one as it highlights the design

and development of time, spatial and depth resolved MOKE technique whose pump and probe

wavelengths are tunable in visible and infrared ranges.

One way to measure magnetization dynamics is to employ time-resolved magneto-optical

Kerr e�ect (TR-MOKE) whose principle consist of probing MOKE in time while the system is
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excited by external light. This is a so-called pump-probe technique. In pratice the laser provides

continuously a train of pulses at a given rate and splits the initial beam into two. One of them

propagate on a longer optical path so that its arrival is delayed in comparison to the other. In

particular, one pulse is the source of the out-of-equilibrium magnetization dynamics, the pump,

while the other plays the role of the probe. Both powers are tunable with a half waveplate coupled

to a polarizer and the probe power should be �xed. Most importantly, assuming both beams are

focused on the sample, the spot corresponding to the probe should be signi�cantly smaller than

the one of the pump to guarantee a uniform power during the measurement.

During this thesis we developed a TR-MOKE microscopy technique involving a Yt laser to

measure magnetization dynamics as sketched in Figure 5.21. This set-up can also work as a

simple MOKE microscopy but unlike the �rst laser set-up mentioned, the probe consists of the

laser source itself and we focus the MOKE images with a lens. In opposite to usual TR-MOKE

technique, the probe beam spot must be signi�cantly larger than the pump beam spot to be able

to image the magnetic state on a CCD Camera. The insertion of two OPAs allows us to tune the

wavelength of both the pump and probe beams. In practice both OPAs provide ultrafast laser

pulses whose duration ranges from 100 fs and 200 fs depending on the wavelength.

Figure 5.21: Time-resolved MOKE microscope Yt laser atInstitut Jean Lamourwith following elements:

analyzer (A); charge coupled device (CCD); �lter (F); lens (L); lens for focusing the laser beam (LF );

mirror (M); polarizer (P); sample (S); half waveplate (� /2 WP). Processed MOKE images of a single

GdFeCo layer subjected to an ultrafast laser pulse for a delay of (a) 0 ps, (b) 0.5 ps, (c) 5 ps, (d) 10 ps.

The scale bars correspond to 20�m .

One of the main advantages of TR-MOKE microscopy is that images evidence directly the
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impact of defects, dustS but also changes in coercive �eld in some areas, mostly due to an intense

power which damaged magnetically the sample. This method allows a direct comparison with

usual static microscopy images. Besides, due to the spatial resolution and the gaussian pro�le

of the optical excitation, it is possible to study a consistent set of power for a given peak power.

An additional quarter waveplate on the path of the probe beam gives the opportunity to

selectively measure magnetization dynamics of one magnetic system for samples consisting of

two magnetic subsystems using complex MOKE411. The fundamental idea of using a quarter

waveplate is that we add another degree of freedom that can suppress in principle the magnetic

signal of one subsystem. This approach has been widely used already and is very powerful to

extract intrinsic contributions306,412�416. The combination of several quarter waveplate angles

allows to extract the magnetization dynamics of one magnetic subsystem306. The development

of this experimental set up would not have been possible without the experience of J. Hohlfeld.

It is worth noting that the pump and probe light sources illuminate the sample with an inci-

dence angle close to 0° and 45° respectively. This latter opens new perspectives of measurements

of magnetization dynamics of systems with in-plane anisotropy or transition from out-of-plane

to in-plane magnetic orientation417.

5.5 Simulations

We supported some of the experimentals results of this work with numericals simulations.

For that we considered the �nite element method (FEM) implemented in the software COMSOL

Multiphysics®. The idea of this kind of approach is to discretize a complex system into small

3D elements. This approach is based on a mesh of tetrahedral elements that is very convenient

for curved geometries such as a disk or a sphere. Maxwell's equations are approximated by a set

of basic functions so that linear equations are solved in each singular element. In this context

boundary conditions are necessary at the interface of neighboring elements.

We considered the moduleWave Opticsto �rst calculate the total re�ection, transmission

and absorption of periodic arrays of [Co/Gd/Pt] nanodisks on glass substrate and embedded

in index matching liquid so that the plasmonic structures are surrounded by a homogeneous

medium of refractive index of 1.5. We used di�erent geometries with the nanodisk diameter

D = 100, 150, 200 and 250 nm and the lattice periodP = 400, 450, 500 and 550 nm. All

the systems have been subjected to the same input power. We assumed a single layer system

with an e�ective refractive index for the entire multilayer stack. This allowed us to simplify the

COMSOL simulations.
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We detail in Chapter 6 how we measured the e�ective refractive index. This numerical ap-

proach considers one unit cell that is why we applied periodic boundary conditions (Floquet

periodicity) on its side to calculate the EM �eld distribution in periodic arrays of magnetic nan-

odisks. The light arrives in the cell from the air superstrate at normal incidence and comes out

from the glass substrate. We also considered perfect matched layer (PML) domains on top of the

air domain and at the bottom of the glass substrate to mimic an open and nonre�ecting in�nite

domain in order to avoid unrealistic re�ections in the system. The source was a monochromatic

linearly polarized plane wave withppolarization and we swept its wavelength over a large range.

The mesh involved free triangular elements whose maximum size was 2 nm. The FEM

provides the total re�ection, transmission and absorption of the system (air+periodic arrays of

nanodisks+glass). It is also possible to de�ne a cut plane to obtain the near �eld distribution

of optical �elds within and out of the nanodisks. We used this approach for estimating the near

�eld enhancement induced by the excitation of SLRs.

5.6 Conclusion

This chapter explained the methodology that conducted this work. We �rst explained how we

grew and patterned the samples. Then we described the di�erent experimental characterizations.

After discussing the strategies to induce single ultrafast laser pulses, we detailed the MOKE

experiments including the one we developed to tune the pump and probe wavelengths. Finally

we emphasized the importance of numerical simulations to support certain experimental results.
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Chapter 6

Energy e�cient single pulse all optical

switching

In this chapter, we experimentally demonstrate energy e�cient single pulse switching of

[Co=Gd=Pt]N multilayer nanodisks by measuring the magneto-optical response of di�erent

metasurfaces to di�erent optical excitations. In particular, we show, at the resonance, a �vefold

enhancement of optical absorption combined to an improvement of the magneto-optical Faraday

e�ect by a factor of more than 50. The position, width and amplitude of the collective resonances

strongly depend on the design of the periodic arrays of magnetic nanodisks. This opens the way

to the development of all-optical magnetic recording considering metasurfaces whose energy

e�cient information writing and read-back sensitivity are modulated by the pump wavelength.
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6.1 Motivations

The ability to control magnetization with arbitrary polarized ultrafast laser pulses and its

potential applicability paved the path for energy e�cient ultrafast magnetic recording8,123. In

particular Raduet al. showed that magnetization of GdFeCo alloys could be deterministically

reversed with linearly polarized single laser pulse leading to the class of AOS so-called AO-

HIS8. This latter is believed to be driven by a pure thermal e�ect. This phenomenon has been

also observed in Co/Gd multilayers10 as well as Tb/Co multilayers134 and Mn2RuxGa alloys132.

Co/Gd is a system of primary interest since AO-HIS can be observed without any composi-

tion restrictions10,136, promising for wafers manufacturing. Besides magnetic properties remain

unchanged after annealing making easier the production of nanostructures of opto-controlable

magnetic tunnel junctions418�420.

To compete with areal density of current HDDs in the market, AO-HIS needs to be achiev-

able in nanostructures whose writing resolution is not bounded by the di�raction limit. In this

perspective, we aim in this chapter to provide a new approach for energy e�cient ultrafast all-

optical magnetic recording in nanoobjects421. After showing that we can reduce the minimum

laser �uence by 400% in [Co/Gd/Pt] metasurfaces for performing AO-HIS, we point out that

these nanostructures exhibit a stochastic switching. Also, we highlight that the excitation of

SLRs in such geometries can lead to strong enhancement of MO activity with a Faraday readout

sensitivity increased by 5000% compared to the unpatterned �lm.

6.2 Energy e�cient all-optical magnetization switching with

plasmonics

We studied the samples Pt(1)/[Pt(3)/Gd(2)/Co(1)]N /Pt(5)/Ta(5)//glass withN varying from

1 to 6 and the numbers in parenthesis in nm. From the continuous �lms we prepared square

arrays of nanodisks through a top-down approach as detailed in Figure 5.6. Figure 6.1 presents

the magnetic properties of the [Co/Gd/Pt]N unpatterned continuous �lms and corresponding

metasurfaces using the polar MOKE and MOFE, respectively. The coercive �eld of the thin

�lms ranges from 3.2 mT to 9.5 mT forN = 1, 2, 3 and 4. FromN = 5 and 6 the remanence

approaches 0 due to domain formation as shown in magnetic force microscopy (MFM) images.

In parallel, all [Co/Gd/Pt]N disks exhibit perpendicular magnetic anisotropy but require signif-

icantly higher magnetic �eld to be magnetically switched. We attribute this behaviour to lower

probability of domain nucleation within the disks. We could not perform MFM on periodic ar-
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rays of [Co/Gd/Pt]N =5 ;6 nanodisks to con�rm maximal remanence in such systems but domain

sizes extracted from MFM images of the corresponding continuous �lms suggest that even the

largest disks forN = 5 and 6 are still single domain. Figures 6.1(g-j) prove that Co/Gd multilayer

can overcome annealing. This material is ideal in a sense it is not strongly sensitive to its thermal

history while other systems such as GdFeCo can lose enough remanence even after a soft baking

so that AO-HIS can not be observed.

Figure 6.1: Hysteresis loops (Kerr rotation) of [Co/Gd/Pt]N continuous �lms for (a)N = 1, (b)N = 2,

(c) N = 3, (d)N = 4, (e)N = 5 and (f)N = 6. Hysteresis loops (Faraday rotation) of periodic arrays of

[Co/Gd/Pt]N nanodisks with g)D = 100 nm,(h)D = 150 nm, (i)D = 200 nm, (j)D = 250 nm. Insets

show MFM images of [Co/Gd/Pt]N thin �lms for (e) N = 5 and (f)N = 6. The images were recorded

under zero magnetic �eld. The scale bars correspond to 1000 nm.

Recent work from Kools422 and further discussions with the group of TU Eindhoven lead
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to the conclusion that capping layer can give a complete di�erent story. In particular Pt tends

to induce intermixing with Gd layer that is why the group of TU Eindhoven prefers to use TaN

capping layer instead422�424. Our main argument for using Pt in our stack is to strengthen PMA

and then to preserve it during and after clean room preparation.

We chose the sample withN = 2 to investigate the in�uence of plasmon excitation on AO-

HIS. We justify this decision by a good compromise between achievable toggle switching in

the thin continuous �lm for the whole wavelength range of study for AO-HIS and strong MO

activity since all the data analysis to state for light-induced magnetization reversal or not is based

on MOKE images analysis. We led the AO-HIS experiments using 216 fs laser pulses induced by

a Yt �ber laser with regenerative ampli�er at wavelengths varying from 650 nm to 1000 nm. We

considered four di�erent nanodisk diameters as well as four di�erent array periods. This allowed

us to strenghten or weaken the SLRs by aligning more or less LSPRs of single nanodisks with

the resonance of the arrays as shown in Figure 6.2.

Figure 6.2: SEM images of [Co/Gd/Pt]5 nanodisk arrays with corresponding simulated normalized ab-

sorption of a single nanodisk embedded in an homogeneous medium of refractive index 1.5. The dashed

lines represent the di�erent array resonances. The scale bar corresponds to 200 nm.

We simulated by means of the FEM the optical behaviour of single disk withD = 100, 150,

200 and 250 nm embedded in a homogeneous surrounding medium of refractive index of 1.5. In

particular, each peak of absorption corresponds to the spectral position of the LSPR. The ideal

system has its LSPR aligned with the array resonance. One can notice that the LSPR redshifts

whenD increases while the array resonance reshifts when the lattice periodP increases. The
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16 di�erent conditions ofD andP then lead to 16 di�erent SLRs. We prepared the six samples,

corresponding to the six number of repetitions, during the same period and we provide the SEM

images for all of them in Appendix C. For instance, forP = 500 nm, if we consider the diameters

D = 150, 200 and 250 nm, we would expect a weaker coupling whenD increases as suggested by

Figure 6.2. We investigated the 16 conditions and the six samples by measuring the extinction

(absorption and re�ection) as function of the wavelength atAalto University. Since the SLR

mode absorbs light more than it scatters425,426, the extinction measurement is a good measure

of the light absorption by the magnetic metasurface. We expect the enhancement of this latter

on resonance to support the AO-HIS so that the threshold �uence for observing light-induced

magnetization reversal should be lower than the one for the continuous �lm.

Figure 6.3: Corrected extinction spectra of [Co/Gd/Pt]2 nanodisk arrays withD = 150, 200 and 250 nm

andP = 500 nm. We de�ne his quantity by the ratio between the raw extinction and the �lling factor of

the array.

Figure 6.3 presents extinction spectra of [Co/Gd/Pt]2 nanodisk arrays withD = 150, 200

and 250 nm andP = 500 nm. We scaled the three spectra by the corresponding �lling factor of

each periodic array. The �lling factor is the ratio between the area covered by the nanodisks and

the total area. In this way we noticed that the system that should lead to the greatest radiative

coupling according to Figure 6.2 actually exhibit the narrowest SLR combined with the largest

local absorption enhancement. Thus this kind of system seems promising for energy e�cient

AO-HIS since it is driven by a pure thermal e�ect. We provide the raw extinction spectra of all
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the systems in Appendix D. We summarize in Table 6.1 the �lling factors for all the metasurfaces

studied in this work.

D = 100 nm D = 150 nm D = 200 nm D = 250 nm

P = 400 nm 4.89% 11.0% 19.6% 30.6%

P = 450 nm 3.87% 8.71% 15.5% 24.1%

P = 500 nm 3.13% 7.03% 12.5% 19.5%

P = 550 nm 2.59% 5.82% 10.4% 16.2%

Table 6.1: Filling factors of the metasurfaces studied in this thesis.

Then we conducted AOS experiments with a pump wavelength ranging from 650 nm to

1000 nm with a 25 nm step. MOKE images of light-induced magnetization reversal for both the

[Co/Gd/Pt]2 �lm and a [Co/Gd/Pt]2 metasurface withD = 150 nm andP = 500 nm are shown in

Figure 6.4 for di�erent laser �uences and two wavelengths 650 (o� resonance) and 825 nm (on

resonance). We noticed that the metasurface switches at considerably smaller energy than the

unpatterned �lm, even o� resonance. We de�ne the gain of energy as the ratio between the AO-

HIS threshold �uence of the continuous �lm and the AO-HIS threshold of the magnetoplasmonic

metasurface.

Figure 6.4: Single-pulse AO-HIS for a continuous [Co/Gd/Pt]2 �lm (top panels) and for a patterned

[Co/Gd/Pt]2 metasurface withD = 150 nm andP = 500 nm (bottom panels) at� = 650 nm, and� = 825

nm. Red and blue colors indicate magnetization pointing up and down, respectively. The laser �uence is

indicated in the �gure. The scale bar corresponds to 50� m. Figure and caption from reference 421.

This quantity reaches 1.77� 0.14 at 650 nm and this e�ect is signi�cantly stronger at 825 nm
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since we excited SLR leading to humongous absorption enhancement. This way the excitation

of a collective resonance gives a gain of energy of 4.43� 0.39 so that the switching threshold

�uence is reduced by more than 75% in the periodic array of nanodisks.

We further investigated the wavelength dependence of single pulse AO-HIS in metasurfaces

with D = 150, 200 and 250 nm andP = 500 nm and the unpatterned �lm as depicted in Figure

6.5. We plot the gain of energy that we just de�ned as function of the laser pump wavelength.

We notice that at almost all the wavelengths single pulse AO-HIS is more energy e�cient in the

plasmonic structure than in the continuous �lm and the largest reduction of switching threshold

�uence of the metasurface corresponds to the excitation of the SLR as suggested by Figure 6.5(b).

Figure 6.5: (a) Gain of energy as function of the wavelength for [Co/Gd/Pt]2 metasurfaces. (b) Extinction

spectra of the same structures scaled by their �lling factor and normalized by the extinction spectrum of

the corresponding continuous �lm. (c) Simulated normalized extinction spectra for the same metasur-

faces. (d-f) Electric �eld intensity (|E|/|E0|) distribution near a nanostructure in a periodic arrangement of

nanodisks withP = 500 nm at the SLR wavelength. The disk diameter takes the values (d) 150, (e) 200,

and (f) 250 nm. The scale bar corresponds to 50 nm.

The extinction spectra shape is determined by the DO of the array (sharp minimum� 760

nm) and a broader collective resonance (maximum of extinction following the DO) due to hy-

bridization between the LSPR of each singular nanodisk and the DO270,273,279,282. As we ex-

plained already, the SLR leads more to absorption enhancement within the plasmonic system

than to strong scattering so this measurement is a good estimation of the metasurfaces absorp-

tion. In particular, we scaled this raw quantity by the �lling factors of the periodic arrays and
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normalized it by the extinction spectra of the corresponding continuous �lm. Thus we can de-

duce the local absorption enhancement within the metasurface in comparison to the unpatterned

�lm. The normalized extinction, measured with CW laser, clearly resembles the shape of the en-

ergy gain spectra. More than that the amplitudes almost coincide. This correspondence provides

a powerful tool for designing magnetoplasmonic metasurfaces in order to lower the switching

threshold �uence as much as possible in comparison to unpatterned systems. More than that, a

precise estimation of the gain of energy can be deduced from straightforward extinction mea-

surements involving a simple CW laser. These results support the statement that AO-HIS is

driven by a pure thermal e�ect since making the system absorb more light leads to a reduction

of the minimum energy required to perform AO-HIS.

We support this trend with numerical simulations by means of FEM. Indeed for the periodic

arrays that we mention here (P = 500 nm), the most e�cient AO-HIS is reached for nanodisks

with D= 150 nm because of the strongest optical absorption per unit area, as further con�rmed

by the simulated intensity of the optical near �elds presented in Figure 6.5(d�f). We obtained

the same behaviour for a lattice period of 550 nm as depicted in Figure 6.6.

Figure 6.6: (a) Gain of energy as function of the wavelength for [Co/Gd/Pt]2 metasurfaces. (b) Extinction

spectra of the same structures scaled by their �lling factor and normalized by the extinction spectrum of

the corresponding continuous �lm. (c) Simulated normalized extinction spectra for the same metasur-

faces. (d-f) Electric �eld intensity (|E|/|E0|) distribution near a nanostructure in a periodic arrangement of

nanodisks withP = 550 nm at the SLR wavelength. The disk diameter takes the values (d) 150, (e) 200,

and (f) 250 nm. The scale bar corresponds to 50 nm.

We were not able to study the systems withD = 100 nm because the �lling factors were so

small that we could not have a good SNR to analyze the images. We optimize the SNR through

an optimum of the MO constrast that we detail in Chapter 7. All simulations involved a linearly

polarized incident light coming to the sample at normal incidence with a wavelength ranging

from 650 to 1000 nm. We considered a uniform embedding medium with a dielectric constant

of 1.5. In fact we used an index matching liqui with the same refractive index of the substrate to
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avoid refractive index mismatch that would weaken the radiative coupling that should lead to the

excitation of the SLR300. We measured the refractive index of the system as detailed in Figure

6.7. We used this data sets as inputs for the simulations.

Figure 6.7: Measured refractive index of [Co/Gd/Pt]N metasurfaces for (a)N = 1, (b)N = 2, (c)N = 3,

(d) N = 4, (e)N = 5 and (f)N = 6.

Yann Le Guen performed these measurements atAalto University. The optical constants

were extracted from the ellipsometry measurements using CompleteEASE software and con-

sidering the whole multilayer as a single layer system. The CompleteEASE software utilizes a

Bruggeman e�ective medium approach to minimize the mean-square deviation between mea-

sured and calculated ellipsometry parameters. We want to point out that assuming the whole

system as a single layer system is good thing because it allowed us to simplify considerably

the numerical simulations, especially for the meshing step. For example, in case ofN = 2, we

patterned in COMSOL a periodic arrangement of 23 nm-thick nanodisks with the measured

e�ective refractive index. After demonstrating the opportunity to achieve energy e�cient AO-

HIS we investigated the switching endurance of the magnetic nanodisks, i. e. if we can perform

millions of writing cycles in these systems.
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6.3 Switching endurance of magnetic nanodisks

We showed that we could control the gain of energy related to AO-HIS with SLRs. One re-

maining question is the switching endurance of magnetic nanodisks. In other terms, can we re-

verse back and forth magnetization of nanodisks with light ? We observed deterministic switch-

ing in the continuous �lm as presented in Figure 6.8.

Figure 6.8: Toggle switching on [Co/Gd/Pt]2 continuous �lm with a �uence F = 3.02 mJ/cm² at 650 nm.

Red and blue colors indicate magnetization pointing up and down, respectively. The scale bar corresponds

to 50� m.

However, metasurfaces do not exhibit toggle switching as evidenced in Figure 6.9 forD =

150 nm andP = 500 nm. We notice that an increasing even number of pulses leads to lighter and

lighter blue color while an increasing odd number of pulses gives lighter and lighter red color.

This means that we did not observe toggle switching on the periodic arrays of nanodisks so that

the magnetic amplitude gets closer to zero when the number of pulses increases. In conclusion,

the lighting of magnetic contrasts related to both perpendicular orientations is due to a loss of

magnetization.

Figure 6.9: Repetitive switching of single-pulse AO-HIS in a [Co/Gd/Pt]2 metasurface withD = 150 nm

andP = 500 nm for a �uence of 1.26 mJ/cm² at 650 nm. Red and blue colors indicate magnetization

pointing up and down, respectively. The scale bar corresponds to 50� m.
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In order to quantify this loss of magnetization, we checked the magnetic contrast along a

line on MOKE images from Figure 6.9 from 1 to 8 consecutive light pulses. As usually, we

de�ne the normalized magnetization amplitude asm = M
M 0

. Here we rather refer to normalized

switching rate. Figure 6.10(b) then shows normalized radial switching rate pro�les and supports

the statement that a given fraction of magnetization is lost after each pulse that is sent.

Figure 6.10: Repetitive switching of single-pulse AO-HIS in a [Co/Gd/Pt]2 metasurface withD = 150 nm

andP = 500 nm for a �uence of 1.26 mJ/cm² at 650 nm. (a) MOKE images for 1, 3, 5 and 7 consecutive

pulses. (b) Corresponding switching rates line pro�les across the reversed areas after each single ultrafast

laser pulse was sent. (c) Switching rate at metasurface center a a function of pulse number.NX denotes

the event "The system has been subjected toX light pulses". The scale bar corresponds to 50� m.

In order to explain the incomplete switching of the nanodisks, we used the simplest model.

Indeed, we assumed that every single disk has a switching probabilityPSW that is independent

of its magnetization state but also of the magnetic orientation of surrounding nanodisks. Thus

each nanodisk is treated as a macrospin and we neglected any magnetic interaction. We noten"

(n#) the number of nanodisks pointing up (down), leading to the total normalized magnetization

m = n " � n#

n wheren is the total number of nanodisks. Before the �rst laser pulse, we note

n" ;0 andn#;0 the initial number of nanodisks pointing up and down, respectively. We notemX

the normalized magnetization amplitude, or the normalized switching rate, afterX consecutive

ultrafast laser pulses. Then, after one laser pulse, one can obtain

n" ;1 = n" ;0 � n" ;0 � PSW + n#;0 � PSW (6.1a)

n#;1 = n#;0 � n#;0 � PSW + n" ;0 � PSW (6.1b)

m1 = m0 � (1 � 2PSW ) (6.1c)

One can notice that fromn" ;0 to n" ;1, a fractionn" ;0PSW is lost while a fractionn#;0PSW is
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gained. This works the other way around withn#;1. The next iterations gives

n" ;2 = n" ;1 � n" ;1 � PSW + n#;1 � PSW (6.2a)

n#;2 = n#;1 � n#;1 � PSW + n" ;1 � PSW (6.2b)

m2 = m1 � (1 � 2PSW ) (6.2c)

Then, we deduced the �nal equations giving the switching ratemX depending only on the

initial con�guration m0, the switching probability and the number of pulsesX

mX = m0 � j 1 � 2PSW jX (6.3a)

mX =
Y

i

mi with
X

i = X (6.3b)

If this holds true, then we should be able to reproduce a given statemX from Figure 6.10(b)

with the product of previous states. Figure 6.11 shows that it is in fact possible to predict a given

magnetization state knowing the previous ones, validating the assumption that the magnetic

metasurfaces experience a stochastic switching.

Figure 6.11: Non-complete switching in a [Co/Gd/Pt]2 metasurface withD = 150 nm andP = 500 nm

for a �uence of 1.26 mJ/cm² at 650 nm. Reproduction of switching rates (a)m3,(b) m6, (c) m7 and (d)

m8 with a combination of previous states.

We also observed stochastic switching for other subwavelength-sized disks as shown in Fig-

ure 6.12. We further studied the intrinsic switching probability related to each nanodisk disk.

Along the same idea, we also determined the switching rates from 1 to 8 consecutive pulses

for D = 200 and 250 nm as presented in Figure 6.13. We described our systems assuming all the
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Figure 6.12: Repetitive switching of single-pulse AO-HIS in a [Co/Gd/Pt]2 metasurface with (a)D = 200

nm andP = 500 nm for a �uence of 1.89 mJ/cm² at 650 nm, (b)D = 250 nm andP = 500 nm for a �uence

of 2.77 mJ/cm² at 650 nm. The scale bar corresponds to 50� m.

nanodisks react to a given optical excitation. One could also consider the case in which most of

them react. Noting the amount of nanodisks not reactingn" ;NS , the normalized switching rate

should be rewrittenm = n " ;NS + n " � n#

n . This gives the �nal equation describing the stochastic

switching of most of the nanodisks reacting to the excitation

mX = mNS + (1 � mNS ) � j 1 � 2PSW jX (6.4)

We �nd back Equation (6.3a) when all the disks react to any laser pulse during the switch-

ing endurance investigation as in this casemNS = 0. From the switching ratesmX in case all

the nanodisks respond to the excitation, one can deduce the switching probability through the

equation

PSW =
1 � ( mN

m0
)

1
X

2
(6.5)

From this we can investigate the dependence ofPSW on the disk diameter but also on the

lateral dimension so that the laser �uence. We present in Figure 6.14 this analysis for all the

diameters. In particular, starting from the center of the pro�les, we noticed a plateau then a

decrease inPSW until it reaches zero since the light did not illuminate these areas. The transition

between the plateau and 0 depicts the dependence ofPSW with incoming laser �uence since the

laser exhibits a spatial gaussian pro�les. It should be noted that an optimum can be found for

PSW for a given laser �uence and increasing this surface energy would lead to a reduction of the
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Figure 6.13: Repetitive switching of single-pulse AO-HIS in a [Co/Gd/Pt]2 metasurface with (a)D = 200

nm andP = 500 nm for a �uence of 1.89 mJ/cm² at 650 nm, (b)D = 250 nm andP = 500 nm for a �uence

of 2.77 mJ/cm² at 650 nm. (a,d) MOKE images for 1, 3, 5 and 7 consecutive pulses. (b,e) Corresponding

switching rates line pro�les across the reversed areas after each single ultrafast laser pulse was sent. (c,f)

Switching rate at metasurface center a a function of pulse number. The scale bars correspond to 50� m.

switching rate since it would favor a multidomain state. In other terms, if the system is subjected

to a �uence that is too high,PSW should decrease.

Figure 6.14 also stresses that we have a great agreement between the measured switching

rates (estimated, for a given pulse numberX , by an average of all themX on the plateau) and

the ones predicted by our simple macrospin model. These agreements for all the diameters vali-

date once again the stochastic behavior of subwavelength-sized magnetic disks. In particular, as

presented in Figure 6.15, one can notice that the smallest nanodisks exhibit the largest switching

probability. We attribute this trend to a non-homogeneous absorption in the largest nanodisks

while going smaller and smaller favors an absorption more homogeneously distributed within

the nanodisks. This way we identi�ed a path to achieve a reliable switching of individual nan-

odisks. HerePSW , for a given nanodisk size, is the maximum switching probability we could

obtain. Since this quantity also depends on the applied laser �uence, the maximumPSW have

been observed for di�erent applied �uences for the three di�erent nanodisk sizes.
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Figure 6.14: Switching probability pro�le in a [Co/Gd/Pt]2 metasurface with a)D = 150 nm andP = 500

nm for a �uence of 1.26 mJ/cm² at 650 nm, c)D = 200 nm andP = 500 nm for a �uence of 1.89 mJ/cm²

at 650 nm, e)D = 250 nm andP = 500 nm for a �uence of 2.77 mJ/cm² at 650 nm. Comparison between

measured and predicted switching ratesmX for b) D = 150 nm, d)D = 200 nm, f)D = 250 nm.

6.4 Collective resonances enhance magneto-optical response

So far we presented how SLR excitations can improve the writing step in all-optical magnetic

recording. We also studied how SLRs monitor MO activity since readout sensitivity is another

key ingredient for this kind of data storage technologies. For this investigation, we measured the

MO Faraday angle� F in [Co/Gd/Pt]N as function of nanodisk diameterD, array periodP and

repetition numberN . Faraday angle is linked to rotation and ellipticity via� F = � F + � F with

� and� the rotation and the ellipticity, respectively. Depending if the incoming light iss or p

polarized, we note the corresponding Faraday angle� F;s or � F;p. These two terms depend on

complex transmission spectra through

� F;s =
tps

tss
(6.6a)
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Figure 6.15: Switching probability as function of nanodisk diameter

� F;p =
tsp

tpp
(6.6b)

Following these equations, one can already propose strategies to control the MO e�ect in

periodic arrays of nanoparticles. In this context, Figure 6.16 allows to comment all of them.

Regarding a [Co/Gd/Pt]5 metasurface withD = 100 nm andP = 400 nm embedded in homoge-

nous media with refractive index of 1.5, a DO is expected at 600 nm. At this wavelength,jtss=ppj2

tends to 1 since all the light is scattered out from the array. Then, regarding Equations (5.6), only

small MO e�ect should be observed that is in agreement with Figure 6.16(b). However, increas-

ing jtps=spj2 should provide a strong MO e�ect and this is exactly what we observed. Finally,

another approach is to excite SLRs leading to a strong enhancement of local �eld within the

nanodisk so thatE loc � Eext . Regarding Figure 6.16, this should occur at 675 nm giving rise

to strong MO activity.

We aimed to quantify the impact of such collective resonances on the MO readout sensitivity.

For that we calculated the ratio of the Faraday angles of the [Co/Gd/Pt]N metasurfaces and of

the corresponding continuous �lms at the resonance wavelengths. In addition we scaled these

ratio with the �lling factors of the periodic arrays of nanodisks in order to describe the local

enhancement of MO activity. Figure 6.17 presents this ratio for any metasurface. In particular,

when the reading process is performed locally, we observed a sensitivity enhancement by up to

15 for N = 2, even up to 50 forN = 6. Also, this improvement is even more impressive for the

smallest disks since they experience the most intense optical near-�eld enhancement. We provide
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Figure 6.16: (a) Optical and (b) MO spectra of [Co/Gd/Pt]5 metasurface withD = 100 nm andP = 400

nm.

the raw MO spectra of all the metasurfaces and the corresponding unpatterned continuous �lms

in Appendix E.

6.5 Comment on periodic arrays of GdFeCo nanodisks

Our �rst attempt considered periodic arrangements of GdFeCo nanodisks. However the

nanostructures did not exhibit AO-HIS, even for the largest nanodisks with a diameter of 250

nm. We think this failure comes from two main causes. First, unlike the [Co/Gd/Pt]N meta-

surfaces, the GdFeCo nanodisks experienced a loss of remanence of around 10%. Indeed such

amorphous alloy magnetic system is highly sensitive to its thermal history and even a soft an-

nealing is able to damage its magnetic anisotropy. The second reason might be related to strong

chemical inhomogeneities. This should not impact the AO-HIS in continuous thin �lms since

the typical size of switched domains is around tens of micrometers but at nanoscale the story

is completely di�erent. Strong chemical inhomogeneities could provide some nanostructures

whose atomic composition within the magnetic system is not close to the magnetic compensa-

tion so that AO-HIS is not observable. All these explanations are speculative but could explain

why we observed AO-HIS in the crystalline multilayer [Co/Gd/Pt]N nanostructures and not in

the amorphous alloy GdFeCo.
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Figure 6.17: SLR enhanced Faraday readout sensitivity for [Co/Gd/Pt]N metasurfaces with (a)N = 1,

(b) N = 2, (c)N = 3, (d)N = 4, (e)N = 5 and (f)N = 6.

6.6 Conclusion

In conclusion, SLRs reduce the minimum energy for AO-HIS by a factor of more than 4. We

identi�ed a path to perform reliable switching of individual nanodisks since the systems in our

study provide a stochastic switching. From the other side, collective resonances signi�cantly

enhance MO readout sensitivity. In this perspective, a 50 times enhancement of the Faraday

e�ect at SLR wavelength can be combined to a maximum energy e�ciency for the writing

process.
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Chapter 7

Magnetism-induced surface lattice

resonances

In this chapter, we evidence the existence of magnetic surface lattice resonances induced by

metasurfaces consisting of[Co=Gd=Pt]3 multilayer nanodisk arrays. Exciting the system with

a non normal angle of incidence leads to three collective resonances while only one or two are

shown for regular arrays of Ta/Pt nanodisks depending of the polarization of the incoming light.

Besides, playing with illumination polarization and experiment parameters, we can mimic this

magnetic behaviour in non magnetic metallic metasurfaces..

123



CHAPTER 7. MAGNETISM-INDUCED SURFACE LATTICE RESONANCES

7.1 Motivations

In line with Chapter 6, a crucial parameter for the MO read-out is the SNR that is, in our

methodology, related to the MO contrast, in other terms the di�erence in the light intensities re-

�ected by the same sample magnetized up and down. This quantity has to be optimized to make

the AO-HIS investigation more reliable, in particular to determine properly the switching prob-

abilities for any nanodisk size. The MO contrast spectra measured on magnetic metasurfaces is

related to its intrisic MO rotation and ellipticity spectra. Since the magnetoplasmonic system

was probed at a certain oblique incidence, this allowed us to decouple the contributions of the

SLRs of pure optical origin and the other ones coming from the presence of magnetism in the

system. Indeed, a given linearly polarized light gives rise within the nanodisks to two orthog-

onal electric dipoles coupled by spin-orbit coupling. Since we explained in Chapter 3 that the

positions of SLRs can be changed with incoming light polarization, we expected to distinguish

usual SLRs from magnetism-induced SLRs.

7.2 Surface lattice resonances and Kerr e�ect

We give an alternative de�nition of the complex Kerr angle for ans-polarized incoming wave

� K;s =
~rps

~r ss
=

mr pse� ps

r sse� ss
= m(� K;s + i� K;s ) (7.1)

where� ps and� ss are phase angles. Here,m is an absolute quantity describing the normalized

magnetization equals to 1 since we assume that the sample is always saturated. Then the mag-

netic states up and down correspond to+ m and� m, respectively. Using this description and

the Jones Formalism, one can deduce the re�ected light intensity that depends onm and the

analyzer angle�

I (�; � m)
I 0

=
r 2

ss

2
(sin2(� )) +

m2r 2
ss

2
(j� K;s j2 + j� K;s j2)(cos2(� )) �

mr 2
ss

2
(� K;s sin(2� )) (7.2)

where the re�ected intensity has been scaled by the incoming light intensityI 0. To certi�ty

the validity of Equation (7.2) we �rst obtained a domain pattern on a [Co/Gd/Pt]3 continuous

�lm and varied the angle� between the polarizer and the analyzer. Figure 7.1 provides a set

of 35 images on which one can notice that for a "negative" analyzer angle� * , domains with

* � is actually the angle between the analyzer and polarizer transmission axes. In this work we refer to the

analyzer angle.
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� m orientation re�ects more light than the one with+ m orientation. The oppposite trend is

obtained for positive angles and the transition from both behaviours occurs, as expected, close

to a con�guration for which both transmission axis of the polarizer and the analyzer are crossed.

Figure 7.1: MOKE images of domain pattern measured for various� indicated on each images. The

MOKE images have been recorded at 800 nm.I (�; + m) andI (�; � m) are derived from averaged in-

tensities within the two indicated regions, yellow and red respectively.

Using Equation (7.1), we deduced the quantities�( � ) and�( � ) following

�( � ) =
I (�; + m) � I (�; � m)

I 0
= mr 2

ss� K;s sin(2� ) (7.3a)

�( � ) =
I (�; + m) + I (�; � m)

I 0
= r 2

ss sin2(� ) + m2r 2
ss(j� K;s j2 + j� K;s j2) cos2(� ) (7.3b)
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It appears from Equations (7.3) that both terms are determined by pure optical but also MO

e�ects and additional re�ectivity measurements are requisite to extract the� K;s from �( � ) then

� K;s from �( � ). Figure 7.2 presents a very good agreement between intensites extracted from

Figure 7.1 and theory.

Figure 7.2: Experimental intensity measurements of bothI (�; + m) andI (�; � m) �tted by Equation

(7.2).

Then the MO contrast can be de�ned as

C(� ) =
�( � )
�( � )

(7.4)

We show in Figure 7.3 the resulting values of�( � ) and�( � ) and subsequent MO contrast.

We �tted the results but with Equations (7.3) and (7.4).

We still have a good agreement between what we measured and what the theory predicts. In

particular, for �tting the results of the experimental MO contrast, we obtained a Kerr rotation

� K;s of 2.63 mrad, meaning that the optimum MO constrast is obtained for a rotation close to� .

In addition we estimated the extinction ratio (minimum intensity over maximum intensity) to be

around 3.10� 5, very close to the value announced by the optics provider, equals to 1.10� 5. We

obtained the minimum intensity from the minimum value from Figure 7.2 while the maximum

value comes from one of the �tting parameters giving rise to the curve �ts in Figure 7.2 .

Since the magnetic metasurfaces exhibit low �lling factors, the resulting MO contrast is

signi�cantly lower than the one observed in the corresponding continuous �lms. However, we

thought that since we could control the MO response of these structures with the wavelength,

then we should be able to tune the MO contrast with the wavelength. We present in Figure 7.4

the measured MO contrast forD = 150 nm andP = 400, 450, 500, and 550 nm.
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Figure 7.3: Experimental measurements of (a)�( � ) / 2 and�( � ) / 2 and (b) MO contrast as function of

� compared to theory.

Figure 7.4: MO contrast of [Co/Gd/Pt]3 metasurfaces. (a) MO contrast forD = 150 nm andP = 400,

450, 500, and 550 nm. (b�d) MO contrast forP = 500 nm with highlights at 700, 800, and 860 nm,

respectively.

In particular, forP = 500 nm that corresponds to one of the two lattice periods that we

considered in Chapter 6 for AO-HIS experiments, we could obtain a MO constrast near 15%

if we would probe the magnetic system at 800 nm. Thus, when we considered the metasurface

with same disk diameter but with a period of 550 nm, we had to use a probe wavelength even

larger, at 860 nm, while probing the system at 800 nm would have resulted in a MO constrast

close to zero synonym of low SNR. When we performed AO-HIS in this kind of nanostructures,

we employed two OPAs whose one enables to explore the whole visible and near-IR ranges. The
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second one is more restricted since we could not really reach wavelengths shorter than 790 nm.

Since we had to pump the plasmonic system from 650 nm, we used the more restricted OPA for

probing the magnetic state. For this only reason, regarding the trends of the MO contrast for the

four systems, we only studied AO-HIS forP = 500 and 550 nm. We obtained the behaviours for

D = 200 and 250 nm as presented in Figure 7.5.

Figure 7.5: MO contrast of [Co/Gd/Pt]3 metasurfaces forP = 400, 450, 500, and 550 nm and (a)D =

200 and (b) 250 nm.

We think that these features are of primary importance for the investigation of AOS in magne-

toplasmonic nanostructures. These considerations must make the data analysis and subsequent

conclusions even more reliable. Now we extract the intrinsic MO Kerr rotation and ellipticity

spectra from the MO contrast spectra.

7.3 Evidence of magnetism-induced surface lattice reso-

nances

We show an example in Figure 7.6 of the MO spectra derived from the MO contrast spectra

from Figure 7.4 forD = 150 nm andP = 450 nm. As far as we know, excitation of a SLR

induces a phase change in re�ection meaning in our case a sign change in the Kerr rotation.

Since we probed the system withs-polarized light at oblique incidence (approx. 12°), we would

expect, regarding Chapter 3, two sign changes in Kerr rotation. In particular, asP = 450 nm,

we would expect two SLRs apparent around 580 and 770 nm. We actually noted 3 SLRs where

the centered one would correspond to the one we would have expected if the sample would have
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been subjected top-polarized light.

Figure 7.6: (a) Kerr rotation and (b) ellipticity spectra of [Co/Gd/Pt]3 metasurface withD = 150 nm and

P = 450 nm for incoming s-polarized light. The vertical dotted lines in (a) highlight for which wavelength

the rotation has been measured to be close to zero while the corresponding stars in (b) underline, for the

same wavelenghts, that ellipicity is maximum.

Figure 7.7: Re�ection spectra of periodic arrays of Pt nanodisks withD = 200 nm andP = 450 nm. The

incoming light was initially (a)p, (b) s and (c) 45°-polarized. The solid lines are guides for the eye. The

dashed lines points the DO positions.

To understand these features, we came back to basics with the study of non magnetic systems

made of noble metals. Similarly to the magnetic metasurfaces, we patterned a periodic array of

Ta(5)/Pt(30) on glass substrate. We also employed index matching liquid as in Chapter 6 to

embed the plasmonic system in homogeneous surrounding media. As detailed in Chapter 3,
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for a �xed metasurface design, the use of oblique incidence combined with changes in light

polarization is expected to change the position of the SLRs.

Then we probed the re�ection of the non magnetic system with incoming light set in three

con�gurations:p-polarized,s-polarized and 45°-polarized (halfs, half p). Since we measured

pure optical behaviour, we aligned the transmission axis of the polarizer and the analyzer. Figure

7.7 presents results forD = 200 nm andP = 450 nm. As expected, we observed only one SLR

for incomingp-polarized light and two SLRs for incomings-polarized light because we probed

the system at oblique incidence, around 12°. We were able to combine the �rst two curves into

the third one because in this case the incoming light initially containedp ands components in its

polarization. These straightforward results can qualitatively explain what is presented in Figure

7.6.

Figure 7.8: (a) Kerr rotation and (b) ellipticity spectra of [Co/Gd/Pt]3 metasurfaces withD = 150 nm

andP = 400, 450, 500 and 550 nm for incomings-polarized light. MO denotes the position of SLRs

whose existence is possible due to the excitation of a MO electric dipole. ForP = 450 nm, we illustrate

the orientation of the corresponding electric dipole for a given electric �eld direction. We distinguish the

pure optical dipole (purple) from MO dipole (cyan).

In fact we highlighted in Chapter 3 that even if the incoming electric �eld would be polarized

along one axis, likex axis, a magnetic nanodisk would exhibit two orthogonal electric dipoles.

The �rst one,px , is induced in any metallic nanodisk and has a pure optical origin while the

second one,py, exists because of the presence of magnetization within the nanostructure. Then,

similar to this description, since we probed the magnetic metasurface withs-polarized light, we
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would expect the polarization of the re�ected to contain a non-zerop component because of the

existence of a magnetism-induced electric dipole with the magnetic nanodisk. We concluded

that the SLRs highlighted in cyan and brown in Figure 7.6 correspond to SLRs of pure optical

origin while the one pointed in dark yellow stands for a magnetism-induced SLR due to an

"arti�cal" p component in the light polarization induced by the induced MO dipole.

Figure 7.8 shows that this behaviour can be extended to other geometries keepingD = 150

nm. For instance, extending the lattice period consistently redshifts the three resonances since

the DO related to the lattice period increases with this parameter. We provide the resulting

analysis for all the metasurface geometries in Appendix F. We want to stress that these data also

emphasize the need to optimize the design of the magnetoplasmonic metasurface in order to

induce a strong radiative coupling leading to a well-de�ned SLR with decent quality factor.

Figure 6.2 already points out that in [Co/Gd/Pt]3 metasurfaces withP = 450 nm, a nanodisk

diameter of 100 nm is prefered in comparison to a nanodisk diameter of 250 nm since the array

resonance and the LSPR should be aligned to optimize the quality of the hybridization of the

modes. Actually, Figure 7.9 expresses this statement in a di�erent manner. We explained above

that the �rst and third SLRs stand for SLRs of pure optical origin while the centered one exists

due to the presence of magnetism. One can notice on Figure 7.9 that the �rst and third SLRs are

pretty well de�ned forD = 100 nm while it looks like a shoulder e�ect in case ofD = 250 nm.

This proves that preliminary optimization of the metasurface geometry is crucial.

Figure 7.9: Kerr ellipticity spectra of [Co/Gd/Pt]3 metasurfaces withD = 100 and 250 nm andP = 450

nm for incomings-polarized light. Solid lines are guides for the eye.

Finally, we aimed to reproduce 7.6(b) with non-magnetic system. For that, we probed the

re�ected intensity of the Pt metasurface (D = 200 nm andP = 450 nm) with incoming light
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with 45°-polarization (halfs, half p). We almost crossed the transmission axis of the polarizer

and analyzer, in the same con�guration as when we measured the MO contrast in the magnetic

systems. Then Figure 7.10 presents the spectra of intensity re�ected by Pt metasurface withD =

200 nm andP = 450 nm and compares it with pure optical re�ection spectra measured in Figure

7.7(c). This latter has been measured with polarizer and analyzer open. One can notice that

the drops in intensity become rises, reproducing qualitatively what we observed in Figure 7.6(b)

(but obtained for incomings-polarized light). We explain this behaviour by the presence of two

non zeros andp components in light polarization. For instance,whens component should lead

to a drop in intensity (for instance at 600 nm), thep component rotates the light polarization,

making it more aligned with analyzer transmission axis and �nally leading to strong re�ected

signal.

Figure 7.10: Spectra of intensity re�ected by Pt metasurface withD = 200 nm andP = 450 nm for which

polarizer and analyzer transmission axis are almost crossed as for the measurements of MO contrast (red

circles). We compare this spectra with re�ection spectra from Figure 7.7(c) (blue solid line). Solid lines

are guides for the eyes.

7.4 Conclusion

Since the MO response enhanced of magnetic metasurfaces can be tuned by the incoming

light wavelength, we showed that the MO contrast strongly depends on the wavelength. A good

choice of light wavelength seems to be requisiste for a reliable investigation of AO-HIS in such

magnetoplasmonic platforms. After extracting the intrinsic Kerr rotation and ellipticity spectra

from these metasurfaces, we explained how the use of an oblique incidence allows to distinguish
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the SLRs of pure optical origin from magnetism-induced SLRs. We reproduced the observed

trends in non-magnetic systems with a 45°-polarized light.

133





Chapter 8

Control of all-optical switching by means

of Cu heat sinks

In this chapter, we show that the maximum laser �uence and pulse length allowing all-optical

magnetization reversal in thin continuous GdFeCo �lms strongly depend on the thickness of ad-

jacent Cu heat sink layer. Varying this parameter from 5 nm to 900 nm almost does not a�ect

the minimum �uence for observing light-induced magnetization switching but enlarges the �u-

ence window for observing AOS. In addition, increasing heat sink thickness makes AOS possible

above a laser pulse duration of 10 ps while 5 nm limits it at 4.5 ps. We claim that engineering

the heat sink layer allows to quench the electron temperature below Curie temperature before

magnetic order is completely lost.
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8.1 Motivations

Many aspects remain unclear regarding the underlying physics of AO-HIS in GdFeCo alloys

induced by a single ultrafast arbitrary polarized laser pulse. AO-HIS, also known as temperature-

induced magnetization swiching (TIMS), is due to an out-of-equilibrium stae between the elec-

trons and the phonons in a ferrimagnetic system. It is believed that TIMS is a competition

between exchange scattering and spin-orbit coupling in which gadolinium seems to be the best

candidate since it exhibits zero net orbital momentum so that all the energy transfered from the

laser pulse to the electrons is directly transfered to the spins that can exchange angular momen-

tum resulting in AO-HIS. A direct demonstration of its exchange driven nature has been provided

by Raduat al.8.

The more energy the electrons receive, the more spins can exchange angular momentum. In

this context it is believed that the heat given by a single femtosecond laser pulse is required and

su�cient to achieve magnetization reversal123. The recent demonstration of magnetization re-

versal induced by a transient joule heating coming from external picosecond current pulses con-

�rms its thermal nature142. Also, the possibility to perform TIMS with picosecond light pulses

addresses the questions whether the reversal mechanism occurs at femtosecond time scale or

much later. Indeed, in Gd-based samples, TIMS exhibits mostly two steps of de- and remagne-

tization when the systems are subjected to ultrafast laser pulses. We aim to discuss these two

contributions in this chapter.

A general trend shows that ferrimagnetic RE-TM alloys and multilayers experience TIMS

when subjected to a single linearly polarized laser pulse when the applied �uence and laser

pulse duration stay within mutually dependent bounds. For Gd-based samples, it is predicted

that TIMS can not occur for pulse duration longer than 15 ps139,143but our results actually suggest

that it could be performed until 25 ps. By studying a laser pulse length varying from 0.150 ps to

10 ps, we stress that increasing the adjacent Cu layer thickness from 5 nm to 900 nm extends the

maximum �uence value for which TIMS can be achieved while the switching threshold �uence

remains unchanged. A direct consequence is the increase of the maximal pulse length for which

TIMS can be performed, up to 10 ps. Cu layer plays the role of a heat sink that allows to control

the electronic temperature rise time, maximum value and decay in the magnetic layer. It is

suggested that some of the key ingredients for TIMS are an initial electron temperature transient

state that should overcome a certain threshold value, not necessarly the Curie point, followed by

electronic system cooling below the Curie point before the magnetic order is completely lost.
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8.2 Control of all-optical magnetization switching of GdFeCo

with Cu heat sinks

Some theoretical studied concluded that an exchange scattering greater than angular

momentum dissipation to the lattice through spin-orbit coupling is required for achieving

TIMS136,139,153�166. They reproduced qualitatively the dependence of TIMS on Gd-concentration,

applied �uence and initial temperature. However, the exact contribution of the transient elec-

tron temperature is still not fully understood raising the question of what electron temperature

changes give rise to TIMS. The criteria displayed are de�nitely necessary and relevant but cer-

tainly not su�cient since they do not describe the interplay between heating and cooling rates

resulting from temperatures transients. That is why other key ingredients are needed for a better

understanding of TIMS and further extension of TIMS for much larger laser pulse durations than

the upper limit that was predicted at 15 ps.

In this context we varied the thickness of a Cu layer adjacent to a 10-nm thick

Gd24(Fe90Co10)76. This provided another degree of freedom for controlling the decay time of

the transient electron dynamics for an applied laser �uenceFlas while the pulse duration� las

determines the electron temperature rise time and maximum. We investigated thicknesses vary-

ing from 5 nm to 900 nm. Figure 8.1 presents an example of the impact oftCu and� las for a

�xed �uence on the electron temperatureTe on the GdFeCo layer. These dynamics have been

calculated with the two-temperature model (2TM) whose parameters are detailed later.

Figure 8.1: Transients dynamics ofTe within the GdFeCo layer in the studied samples calculated via the

2TM for Flas = 8 mJ/cm2 and for combinations oftCu and� las detailed in the legend.

We de�ne FSW andFmax as the minimum �uence to observe the appearance of a reversed
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domain and stochastic multidomain formation, respectively. Then we studied the dependence

of these factors ontCu and � las . We deposited by DC magnetron sputtering the following

heterostructures glass//Ta(3)/Cu(5)/Gd24(Fe90Co10)76(10)/Cu(tCu )/Pt(5) where the numbers in

parenthesis correspond to the layer thickness in nanometers. The �rst Ta and Cu are a requisite

for the adhesion of the sample on the substrate and ensuring a perpendicularly magnetized sam-

ple427, respectively. We proceeded that way to make sure we could probe the magnetic state of

the GdFeCo subjected to ultrafast laser pulses via MOKE images.

We relied on M. Hehn to provide heat sink wedges in whichtCu varies linearly along the

sample length over the following ranges in nanometers: [5,10], [10,15], [10, 20], [20, 30], [35,

70], [70, 105], [50, 100], [100, 150], [100, 200], [200, 300], [300, 600], and [600, 900]. All

the samples were prepared at the same period with the same parameters in the PVD system to

guarantee that all the GdFeCo layers exhibit identical composition, coercive �eld andFSW for

a �xed tCu .

8.2.1 Determination of threshold �uences and beam spot size

We extracted the thresholdsFSW / Fmax from the dependence of the written domains / mul-

tidomain areas sizer on the applied �uenceFlas , the pulse duration� las andtCu by means of

MOKE images. In this work the wavelength on incoming light was �xed at 800 nm. First we

want to point out that we used a consistent de�nition of the �uence derived from the spatial

gaussian distribution of the laser beam. Indeed, let us propose three similar but not identical

de�nitions from Liu's description144 of a general threshold �uenceFth

Fth; 0:5 = F0:5 � e� 1
2 ( r 0:5

� )2
(8.1a)

Fth; 1 = F1 � e� ( r 1
� )2

(8.1b)

Fth; 2 = F2 � e� 2( r 2
� )2

(8.1c)

wherer is the radius of the area of interest. The �uence amplitudesF0:5, F1 andF2 are linked

to the beam spot radius� and the pulse energyEp following

F0:5 =
Ep

2�� 2
(8.2a)
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F1 =
Ep

�� 2
(8.2b)

F2 =
2Ep

�� 2
(8.2c)

From Equations (8.2) one can obtain the dependence ofrSW on the pulse energy

r0:5 = �

s

2 � ln(
Ep

2�� 2Fth; 0:5
) (8.3a)

r1 = �

s

ln(
Ep

�� 2Fth; 1
) (8.3b)

r2 = �

s
1
2

� ln(
2Ep

�� 2Fth; 2
) (8.3c)

Figure 8.2: Written domain sizerSW as function of the pulse energy for varioustCu . We distinguish the

distributions of (a)r x;SW and (b)r y;SW to take into account that the beam spot is elliptical. Thus we

can extract the beam spot raidus along both in-plane directionsx andy to properly convert any threshold

energy into threshold �uence.

It appears from Equations (8.3) that calculating the written domains radius with one descrip-

tion while �tting their distribution with another would lead to wrong results. Then, �tting the

experimental measurements with the inappropriate function does not a�ect neither the FWHM

norFth but changes the estimation of the laser beam spot dimension. In this work we sticked to
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the function from Equation (8.1b). Because the spot is never perfectly circular, we transformed

Equation (8.3b) for general elliptical beams into

r x=y = � x=y

s

ln(
Ep

�� x � yFth
) (8.4)

where� x and � y correspond to the beam spot radius alongx andy directions, respectively.

Figure 8.2 presents the distribution of written domains sizerSW as function of the energy pulse

for di�erent tCu . The analysis reveals a beam spot radius around 48 micrometers and almost

identicalFSW for anytCu .

8.2.2 Impact of heat sink thickness on TIMS

This preliminary analysis was necessary to transform any threshold energy into threshold

�uence. This further allowed us to provide bothFSW andFmax as function oftCu as depicted

in Figure 8.3. It points out thatFSW remains almost una�ected by an increasingtCu while the

evolution ofFmax with tCu mimics the dependence of the minimum ultrafast laser pulse �uence

requested to melt gold �lms with the gold �lm thickness428.

Figure 8.3: Evolution ofFSW andFmax with tCu for a single pulse length of 0.150 fs length with light

coming with an incident angle of� 5 deg. Open triangles represent results of the �ts used to determine

the beam size. Other threshold �uences for the appearance of magnetization reversal and multidomain

state are described by open and closed circles, respectively

These results suggest that TIMS must requisiteTe transients to �rst overcome a certain crit-

ical value so thatTe;max (FSW ) � Te;crit . This rise might be then followed by the cooling of the

140



CHAPTER 8. CONTROL OF ALL-OPTICAL SWITCHING BY MEANS OF CU HEAT SINKS

electronic system below the Curie pointTC that should be performed fast enough to avoid demag-

netization of the magnetic layer. Assuming this time limit is governed by the electron phonon

thermalization time� e� ph, thenFmax is determined by the conditionTe(Fmax ; � e� ph) � TC .

To address these questions, we studied the evolution ofFSW andFmax with tCu and� las . The

experimental con�guration, for this investigation, involved an incidence angle of 54°.

Figure 8.4: (a)FSW and (b)Fmax as function oftCu for several� las . We detail the dependence of (c)

� FSW = FSW (300 nm) -FSW (5 nm) and (d)� FSW = FSW (300 nm) -FSW (5 nm) on� las . Thin

corresponds to� F = F (300 nm) -F (5 nm) for� las � 4.5 ps andF (300 nm) -F (50 nm) for� las � 5 ps.

Thick corresponds to� F = F (900 nm) -F (300 nm).

In agreement with the 2TM calculations depicted in Figure 8.1 that point out thatTe;max is

reduced for larger� las but remains almost una�ected by variations oftCu , we observed exper-

imentally on Figure 8.4(a) thatFSW tends to rise with the pulse duration� las but seems to be

almost independent oftCu . This means that TIMS, in a �rst step, is not determined by thermal
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di�usion but by the capability of the electron bath to overcome a certain temperature leading to

further enough exchange scattering. In this perspective, Figure 8.4(a) con�rms that� las taylors

the heating rate, in other terms the rise ofTe transients. As expected, since longer pulse duration

are associated to lower heating rate, then TIMS can only be achieved for largerFSW compared

to shorter pulse durations.

Figure 8.5: FSW (open symbols with solid lines) andFmax (closed symbols) as function of� las for

varioustCu . The dashed line gives the maximum pulse duration for the observation of TIMS withtCu =

5 nm.

As we would have expected, Figure 8.4(b) shows thatsFmax consistenly, for any� las , rises

with increasing heat sink thickness. We observed in Figure 8.4(d) that changes ofFmax , for tCu 2

[5, 300] nm is greater for short pulse durations, below 1.75ps, than for the longer ones. The

opposite trend is given for thicker Cu layers. This �nding might re�ect the transition from fast,

electron di�usivity dominated thermal transport to slow, phonon di�usivity dominated transport

with increasing pulse length. We combined in Figure 8.5 both sub�gures from Figure 8.4 to build

the TIMS state diagram of the GdFeCo layer with 24% of Gd with di�erent tCu .

We want to stress that the present state diagram, obtained in the same manner as in Wei's

work141, emphasizes that the values of� las reported for samples withtCu = 5 nm does not re�ect

a weak exchange scattering but thermal erasure due to insu�ciently cooled electrons. Indeed

we performed TIMS on the same GdFeCo layer for� las up to 10 ps but with adjacent Cu layer

thicker than 50 nm. Figure 8.4 even suggests that longer pulse durations could also result in light-

induced magnetization switching. We extrapolated linearly the data fortCu = 900 nm according

to Wei's work141 and estimated that TIMS must be achievable for a maximum pulse length of

25 ps, much better than the upper limit predicted in the literature. Also, for a �xed value of� las ,
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making the heat sink thicker expands the �uence window where TIMS can be performed. This is

a proof that the heat sinks play their role by cooling faster the electronic system below the Curie

point so that a stochastic multidomain state is not observed. This e�ect becomes limited from

tCu = 300 nm since heat di�usion has a certain �nite speed. These results support the statement

that observing a stochastic multidomain state comes from an unsu�cient electron cooling, not

a weak exchange scattering amplitude.

8.3 Theoretical approach

In an attempt to reproduce at least qualitatively our measurements, we combined a 2TM with

the ultrafast spin dynamics model in ferrimagnets developed by Gridnev150�152. This theoretical

framework has been computed by Q. Remy429 and we now discuss the underlying methodology.

We �rstly detail the implementation of the 2TM.

8.3.1 First step : 2TM

We explain of the �rst step of the complete model has been implemented. Assuming that

the electron speci�c heatCe is proportional toTe following Ce = 
T e, we considered the set of

equations


T e
@Te
@t

=
@
@z

(� e
Te

Tp

@Te
@z

) � ge� p(Te � Tp) + S (8.5a)

Cp
@Tp
@t

= � p
@2Tp

@z2
+ ge� p(Te � Tp) (8.5b)

whereCe (Cp), � e (� p) andTe (Tp) is the electron speci�c heat, thermal conductivity and

temperature, respectively.S stands for a source term. We assumed a non zero interfacial thermal

conductance at Ta/glass interface only and we �xed it at 100.106 W.m� 2.K� 1. We also �xedTe

at 0 K in the substrate to take into account that electrons do not carry heat in insulators. Also

initial Te is de�ned at 300 K. We detail the parameters we used in Table 8.1.

Besides, the time and spatial steps have been chosen to be 0.01 fs and 0.25 nm, respectively,

in order to converge the calculations. We refer to the Ph.D. thesis of Q. Remy for more technical

details about the implementation429.
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Material 
 � e ge-p Cp � p

( JK� 2 m� 3 ) ( WK� 1 m� 1 ) (10 16 WK� 1 m� 3 ) (10 6 JK� 1 m� 3 ) ( WK� 1 m� 1 )

Cu28,430,431 98 300 7.5 3.43 5

Pt28,430,431 749 45 110 3.45 5

Ta 543 58 100 2.23 5

GdFeCo28,139 781 10.5 60 2.3 5

Glass 0 0 0 2 2

Table 8.1: Material parameters used for the 2TM implementation.

8.3.2 Second step : Spin dynamics

The model developed by Gridnev usesTe calculated in the �rst step as an input. We neglected

the dependence ofTe on magnetization151. Indeed we observed that this e�ect gives rise to

unphysical electronic temperature raises, for speci�c �uences, due to the presence of a plateau

(both magnetization amplitudes are close to zero) followed by a sudden rise of both sublattices

magnetizations. This is a general feature of mean-�eld models of longitudinal magnetization

dynamics136. It is however possible to overcome this issue by making all the parameters in use

in the 2TM temperature-dependent432. It should be noted that theTe used as an input in the spin

dynamics model is an average along the magnetic layer thickness since the model of Gridnev

assumes that any magnetic is homogeneously excited within its depth. Next we introduce the

parameters requisite for the implementation of the spin dynamics model with the same notations

as in Q. Remy's Ph.D. thesis429.

First, since the localized electrons exchange energy and angular momentum via the itinerant

electrons, we need the observable of the average spin polarizations of each sublattice for the

localized and itinerant electrons. Also, the dynamics is longitudinal alongz axis, leading �rst

to the average spin polarizationS
z
� of each sublattice� 2 [A = Gd,B = FeCo]

S
z
� = S� BS� (� � e� � S� ) (8.6)

whereS� , BS� and� � = � J� sz
� are the spin quantum number for any sublattice� , the Brillouin

function related toS� and the exchange splitting for any sublattice� , respectively. In particular,

the exchange splitting depends on the exchange couplingJ� and the average spin polarization
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of itinerants spinssz
� . Also � e = 1/(kB Te). Equation (8.6) holds true at equilibrium. Notingx

the concentration of atom A, the spatially averaged conduction electrons spin polarization can

be written as

sz = xsz
A + (1 � x)sz

B (8.7)

The termssz
� are the average spin polarizations of each sublattice associated to the itinerant

electrons. This latter depend onS
z
� , the compositionx and parameters� �� following

sz
A = x� AA S

z
A + (1 � x)� AB S

z
B (8.8a)

sz
B = x� BA S

z
A + (1 � x)� BB S

z
B (8.8b)

This set of equations remains valid even in an out-of-equilibrium regime in opposite to Equa-

tions (8.6) and (8.7). Then the dynamics ofS
z
� =

P
m m� �

m=
P

m � �
m is determined by the di-

agonal terms of the localized spin density matrix since we deal by longitudinal dynamics. As in

Q. Remy's Ph.D. thesis,m indexes one of the2S� + 1 localized spin statesj�m i 429. The master

rate equations that describes the localized spin density matrix dynamics is given by

d� �
m

dt
= W �

m;m +1 � �
m+1 + W �

m;m � 1� �
m� 1 � (W �

m+1 ;m + W �
m� 1;m )� �

m (8.9)

Here, the termsW �
m� 1;m stand for transition rates, that Q. Remy, assuming any spin orienta-

tion transition to occur near the Fermi energy level, simpli�ed into

W �
m� 1;m = C� S� �

m (� � � � � )
e� � e(� � � � � )=2

2 sinh(� e(� � � � � )=2)
(8.10)

where� � is the spin accumulation andS� �
m = S� (S� + 1) � m(m � 1). Q. Remy pointed out

that Equation (8.10) so�ty di�ers from references150�152 but is line with the work proposed by

Beenset al.433. Also , in the same manner as Gridnev, Q. Remy de�ned its ownC� following

C� =
�
2~

J 2
� � 2

� D " (� F )D#(� F ) (8.11)

whereD#(EF ) denotes the itinerant electrons density of state per atom at the Fermi level for

spin up and down. Since we assumed in the 2TM thatCe = 
T e, we could further calculate

D#(� F ) = 3
= (�k 2
B � ) with � the number of atoms per unit volume that we estimated from the

literature. Also the parameters� � have been intensively discussed in Q. Remy's work429. At

equilibrium, � " = � # = � . Noting the number of conduction electronsN = N" + N#, one can
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deduce the average spin polarization of itinerant electronssz
ie = (N" + N#)�= (2N ). Then the

spin accumulation can be rewritten following

� � = ( sz � sz
ie)

D " (� F ) + D#(� F )
D " (� F )D#(� F )

(8.12)

We deduced the �nal average itinerant spin dynamics that is governed by exchange scattering

and spin-lattice relaxation according to

dsz

dt
= � x

dS
z
A

dt
� (1 � x)

dS
z
B

dt
�

sz � sz
ie

� s
(8.13)

where� s stands for itinerant electrons spin relaxation time. According to the description of

Gridnev, we considered a spin quantum number of 1 for the TM while we �xed it at 7/2 for the

RE. We used the same exchange parameters as in his works. Q. Remy tuned� AA and� BB to �t

with the correspondingTC of Gd and FeCo while� AB and� BA have been adjusted to makeTM

at room temperature forx = 25% but also to make the itinerant electrons spin polarization near

TM small enough. We detail in Table 8.2 the parameters we considered to de�ne the magnetic

properties of the GdFeCo layer. We �xed the compositon at 24% in the simulations and the

Curie point at 635 K.

� A = Gd B = FeCo

S� 7/2 1

J� (eV) 0.01 0.10

� A� 0.48 -2.60

� B� 0.40 1.35

Table 8.2: Equilibrium parameters for the implementation of the spin dynamics model.

Also the implementation of spin dynamics requisite other speci�c parameters that we itemize

in Table 8.3. One could argue that the value of the spin relaxation time we considered is pretty

low, however with the same order of magnitude as what is used in the literature433. There is no

widely used value for� � so we �xed it at 1 for Gd and �gured out that 0.04 for FeCo gives rise

to qualitatively good dynamics.
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� A = Gd B = FeCo

� (m� 3) 2.5.1028 2.5.1028

� s (fs) 10 10

� � 1 0.04

Table 8.3: Other parameters for the implementation of the spin dynamics model.

8.3.3 Results

The implementation of such model allowed us to predictFSW andFmax for the combinations

of tCu and� las that we used experimentally. For a given heat sink thickness and pulse duration, we

increased progressively the applied �uence until we noticed that both sublattice spin orientations

have been reversed. The transition from no spin orientation reversal to spin orientation swiching

is the signature of the threshold for performing TIMS. In this way we obtainedFSW and we

illustrated this criteria in Figure 8.6.

Figures 8.6(a-d) detail the criterion for the transition no-TIMS/TIMS fortCu = 100 nm and

� las = 0.25 and 5 ps. For the longest (shortest) pulse duration,FSW equals 5.0 (1.2) mJ/m2

while the spin dynamics of both sublattices exhibit no-TIMS at 4.8 (1.1) mJ/m2. As we would

expect, the maximum temperature attained in both con�gurations is higher for the largest �uence

meaning that overcoming a critical valueTe;crit is requisite to observe TIMS. Interestingly, we

noted for� las = 5 ps thatTe does not have to reachTC to observe magnetization reversal meaning

that reaching the Curie point does not seem to be a key ingredient for TIMS.

For a given heat sink thickness and pulse duration, we determined alsoFmax by exploring

a wide range of �uences, starting from an applied from wich TIMS can be achieved, until both

spin sublattices do not change their magnetic orientations. As well as Figures 8.6(a-d), Figures

8.7(a-d) emphasize how we obtainedFmax for tCu = 100 nm. Then, we identi�edFmax at 16.0

and 12.8 mJ/cm2 for � las = 0.25 and 5 ps, respectively. We noted that in the four con�gurations,

the electronic bath cools down below the Curie point. However, Figures 8.7(e-h) highlight that

Te has to be lower thanTC before a certain characteristic time� lim to prevent the formation of a

stochastic multidomain state. Then, Figure 8.7 supports the statement thatFmax is reached when

the electronic system is not cooled well enough within a restricted period� lim .

Figure 8.8 details reveals the dependence ofFSW (squares) andFmax (stars) on heat sink

thickness for� las = 0.25 (black) and 5 ps (red). We qualitatively reproduced the experimental
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Figure 8.6: Spin dynamics simulation of both Gd and FeCo sublattices withtCu = 100 nm and� las =

(a,b) 0.25 and (c,d) 5 ps. The applied �uence has been �xed to (a) 1.1, (b) 1.2, (c) 4.8 and (d) 5.0 mJ/cm2.

Corresponding electron and phonon temperature dynamics in the GdFeCo layer for� las = (e,f) 0.25 and

(g,h) 5 ps. The applied �uence has been �xed to (e) 1.1, (f) 1.2, (g) 4.8 and (h) 5.0 mJ/cm2.

trend of Figure 8.4(a) since we observed thatFSW almost does not depend on the heat sink

thickness and has been shown to rise with increasing� las for a �xed tCu . Also, we noted a more

pronounced increase ofFmax for tCu � 300 nm until it �attens for thicker heat sink layers, similar

to what we obtained in Figure 8.4(b).

8.4 Conclusion

Our experimental results, supported by a analytical calculations based on the implementation

of a 2TM combined with a spin dynamics model, enable to identify a stategy to control TIMS by
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Figure 8.7: Spin dynamics simulation of both Gd and FeCo sublattices withtCu = 100 nm and� las =

(a,b) 0.25 and (c,d) 5 ps. The applied �uence has been �xed to (a) 16.0, (b) 16.2, (c) 12.8 and (d) 13.0

mJ/cm2. Corresponding electron and phonon temperature dynamics in the GdFeCo layer for� las = (e,f)

0.25 and (g,h) 5 ps. The applied �uence has been �xed to (e) 16.0, (f) 16.2, (g) 12.8 and (h) 13.0 mJ/cm2.

means of Cu heat sinks. In particular, the data suggest that TIMS could be performed for laser

pulse duration of tens of picoseconds, for the considered concentration. We point out that only

temperature erasure, due to une�cient cooling of the electronic system, is responsible for the

formation of a stochastic multidomain state. IncreasingtCu allows, for a given� las , to achieve

TIMS for a wider range of �uences. In this perspective, TIMS can be extended to longer� las .

We think that our results are promising for the integration of laser diodes producing long light

pulses in the development of all-optical magnetic recording devices.
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Figure 8.8: Threshold �uencesFSW andFmax as a function oftCu for light wavelength of 800 nm and

pulse durations of 0.25 and 5 ps. The incidence angle has been �xed at 5°.
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Conclusion

The thesis focused on controlling the thermal nature of all-optical helicity-independent

switching by means of plasmonics and heat sinks. We started by describing the magnetic prop-

erties of the materials we used and pointed out that these materials can have their magnetization

deterministically reversed by an ultrafast arbitrary polarized single laser pulse. In particular, we

discussed the underlying mechanism and stressed that all-optical helicity-independent switch-

ing is possible once exchange scattering is greater than spin-orbit coupling. In this context,

Gd-based materials are ideal candidates since Gd exhibits zero net orbital momentum so that

neither energy nor angular momentum can be dissipated from the electron system to the lattice.

Then the angular momentum transfer from electrons to spins depends on how much energy is

sent to the system. That is why this type of light-induced magnetization reversal is also called

temperature-induced magnetization switching. We proposed in this thesis to use plasmonics to

make all-optical helicity-independent switching more energy e�cient since the excitation of a

plasmonic mode leads to absorption enhancement within the target system. Plasmonics also

provides the tools to manipulate light at nanoscale. This capability sounds of particular interest

since the smallest written domains obtained by all-optical helicity-independent switching reach

micrometer scale and we aim to combine plasmonics and AO-HIS to be more competitive in

terms of areal density.

Thus we dedicated the next parts to the di�erent strategies provided by plasmonics to en-

hance locally absorption. We �nally decided to use the excitation of SLRs in periodic arrays of

[Co/Gd/Pt]N nanodisks. After reviewing the recent advancements in magnetoplasmonics related

to its integration in future HAMR technologies but also the enhancement of all-optical helicity-

independent switching and magneto-optical e�ects, we pointed out why this work is the next

step towards the integration of plasmonics in future all-optical magnetic recording platforms.
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Next we presented the experimental and numerical methods that were requisiste to lead prop-

erly this thesis. After shortly introducing the thin �lm deposition techniques, we explained

carefully how we obtained the nanostructures and how we characterized them with optical and

magneto-optical characterizations. Since we worked on ultrafast magnetism, we considered the

use of ultrafast lasers and we had the opportunity to install, under the watchful eye of J. Hohlfeld,

our own laser system to perform MOKE microscopy whose pump and probe wavelengths were

tunable. Also we pointed out that the design of magnetic metasurface is critical for obtaining

a strong radiative coupling leading to a well-de�ned SLR. For this reason we simulated the op-

tical behaviour of various systems with a �nite element method to select sixteen metasurface

geometries.

Figure 9.1: (a) Gain of energy as function of the wavelength for [Co/Gd/Pt]2 metasurfaces withP = 500

nm. The nanodisk diameters are indicated in the legend. (b) Extinction spectra of the same structures

scaled by their �lling factor and normalized by the extinction spectrum of the corresponding continuous

�lm.

The remaining parts of this thesis have been dedicted to the experimental results that have

been in some cases supported either by numerical simulations or by analytical calculations. This

latter involved the implementation a two temperaure model combined with a spin dynamics

model developed initially by Gridnev150. This complete analytical approach has been computed

by Q. Remy during his Ph.D. and has been applied in one of our projects429. First we consid-

ered periodic arrays of [Co/Gd/Pt]N nanodisks and we showed that, once we excited a SLR, we

could achieve single pulse all-optical helicity-independent switching with a threshold switching

�uence reduced by more than 4. A �gure of merit is presented IN Figure 9.1. We pointed out

that, for any wavelength, the reduction of threshold switching �uence for all-optical helicity-
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independent switching for a given metasurface design can be determined by simple extinction

measurements performed with a continuous wave laser.

While the continuous �lm exhibited toggle switching we revealed, after sending from one

to eight consecutive laser pulses, that the metasurfaces experienced stochastic switching. Each

nanodisk has been shown to own its proper switching probability and this latter depends only on

nanodisk diameter. In particular we emphasized that the probability increases when the diame-

ter reduces. We attributed this trend to a more homogeneous absorption distributed within the

nanodisk when it gets smaller. In this way we identi�ed a path for deterministic magnetization

reversal in magnetoplasmonic metasurfaces.

In parallel, we showed that the excitation of collective resonances gives rise to magneto-

optical activity enhancement due to a local electric �eld much greater than the incident one. Then

we indicated that [Co/Gd/Pt]N metasurfaces experienced a �vefold enhancement of the magneto-

optical Faraday e�ect at the resonance condition. This observation led to the optimization of the

magneto-optical contrast with the wavelength. This latter was absolutely required for having the

greater SNR, allowing the best reliability of our analysis. Further processing of the magneto-

optical contrast spectra gave us intrinsic Kerr rotation and ellipticity spectra. Since we probed

the system at oblique incidence we revealed the existence of magnetism-induced surface lattice

resonances. Since we broked the symmetry with a non normal angle of incidence, we could

distinguish the surface lattice resonances of pure optical origin from the one induced by the

hybridization of magneto-optical dipoles. A �gure of merit of magnetism-induced surface lattice

resonances is given in Figure 9.2.

Figure 9.2: Kerr ellipticity spectra of [Co/Gd/Pt]3 metasurface withD = 150 nm andP = 450 nm.

We also investigated how all-optical helicity-independent switching depends on pulse du-
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ration and applied �uence in GdFeCo continuous �lms. For that we added another degree of

freedom by varying the thickness of an adjacent Cu layer from 5 to 900 nm, playing the role of

a heat sink, while the pulse duration ranged from 0.150 ps to 10 ps. The results showed that the

switching threshold �uence almost does not depend on heat sink thickness while the minimum

�uence for the appearance of a stochastic multidomain state tends to be enlarged with increas-

ing heat sink thickness. This enlargement opens the �uence window for achieving all-optical

helicity-independent switching for longer pulse duration and our data suggests that all-optical

helicity-independent switching could be performed at 25 ps. The last �gure of merit of this thesis

is presented in Figure 9.3.

Figure 9.3: FSW (open symbols with solid lines) andFmax (closed symbols) as function of� las for

varioustCu . The dashed line gives the maximum pulse duration for the observation of TIMS withtCu =

5 nm.

Theoretical calculations addressed the questions around the competition between the de- and

remagnetization rates to explain our experimental results. The results highlighted that all-optical

helicity-independent switching is observable once the transient electron temperature rises above

a certain critical temperature (not necessarly the Curie point) followed by the cooling of the

electron temperature below the Curie temperature that should occur before a certain character-

istic time. In this context we highlighted that the breakdown of all-optical helicity-independent

switching for longer pulse duration is not due to weak exchange scattering but une�cient elec-

tron bath cooling. We made it possible by means of heat sinks that allow to chill the electronic

system e�ciently.

Now we aim to propose new perspectives for further developments of magnetoplasmonic

platforms. The integration of plasmonics in future HAMR technologies requires three key in-
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gredients : a near �eld transducer5, a granular media and a heat sink. We focused on the last

two aspects and we believed that an external plasmonic near �eld transducer could be useful

to excite a surface lattice resonance. Due to the gaussian distribution of energy for an ultrafast

laser pulse, one could reverse only one nanodisk located in the area of highest energy while the

magnetization of the other would remain una�ected.

Hybrid systems involving non magnetic structures sound also of particular interest since they

must, through the inverse Faraday e�ect, induce opto-magnetic �eld that might change the mag-

netic orientation in subsequent continuous thin �lms. In this context Hurstet al. described by

means of a quantum hydrodynamic model the magnetic behaviour of small Au spherical nanopar-

ticles subjected to circularly polarized light434. They found out that such light source can induce

orbital magnetism density since electrons circulate around the particle. However they did not re-

ally address the transfer of angular momentum between the opto-magnetic �eld and the electron

gas. Fortunately, Chenget al. evidenced light-induced magnetism in Au nanoparticles colloids.

They carefully distinguished the contribuitons of both the inverse Faraday e�ect and the optical

Kerr e�ect and concluded, regarding the Kerr rotation dynamics, that the underlying mechanism

creating light-induced magnetic moment in non-magnetic Au nanoparticles is di�erent from the

one driving the ultrafast spin dynamics in magnetic materials435. The connection between orbital

momentum and the spin should be well addressed to include this kind of geometry.

Also, Bonodet al. proposed in 2019 a method based on genetic algorithm to optimize a

Si antenna in order to induce a magnetic power density that is �ve times larger than widely

used dielectric nanoantennas. This method is very powerful since it can optimize any plasmonic

antenna based on simple criteria such as the material, the ratio magnetic power density over the

electric power density or the resonance wavelength436. The same research group also designed in

2022 with the same method a plasmonic gold structure to induce an intense magnetic �eld pulse

of 1.5 T over tens of femtoseconds437. Plasmonics-induced magnetic �eld, under the condition

this latter lasts long enough to impact the magnetization of subsequent magnetic layer, seems to

be a nice way to explore.
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Appendix A

Matlab code for Mie theory

In this appendix we aim to provide the code we used for calculating scattering and absorption

behaviour of single spherical particles in homogenous media. First of all we needed a function

to extract refractive indices from a data set. We called this functionRF_material wheren1 and

n2 are the real and imaginary parts of the total refractive index, respectively.

f u n c t i o n [ n1 , n2 ] = RF_mate r i a l ( lambda0 )

n _ i n p u t = load ( ' n R e f r a c t i v e I n d e x . t x t ' ) ;

n _ i n p u t ( : , 1 ) = n _ i n p u t ( : , 1 )* 1 0 0 0 ;

lambda = 2 0 0 : 1 : 1 5 0 0 ;

n_ou tpu t = i n t e r p 1 ( n _ i n p u t ( : , 1 ) , n _ i n p u t ( : , 2 ) , lambda , ' s p l i n e ' ) ;

k _ i n p u t = load ( ' k R e f r a c t i v e I n d e x . t x t ' ) ;

k _ i n p u t ( : , 1 ) = k _ i n p u t ( : , 1 )* 1 0 0 0 ;

k_ou tpu t = i n t e r p 1 ( k _ i n p u t ( : , 1 ) , k _ i n p u t ( : , 2 ) , lambda , ' s p l i n e ' ) ;

i ndex = f i n d ( lambda == lambda0 ) ;

n1 = n_ou tpu t ( i ndex ) ;

n2 = k_ou tpu t ( i ndex ) ;

end

Initial data sets come from refractiveindex.info and each initial data set dedicate its �rst

column for the wavelength of incoming light while the second column is either forn or k. Since

the wavelength is given in� m, we multiply the terms related to this quantity by 1000. This �rst
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function aims to interpolate any measured data to estimate carefully the refractive indices for

any wavelength of interest.

Next we apply the Mie theory. We called this functionMie and it requires as inputs the inci-

dent wavelength, the particle sizer_0 and the refractive index of the surrounding homogenous

median_d. This program provides the calculated scattering and extinction cross sectionsQsca

andQext.

f u n c t i o n [ Qsca , Qext ] = Mie ( lambda0 , r_0 , n_d )

[ n1 , n2 ] = RF_mate r i a l ( lambda0 ) ;

n = n1 + 1 i* n2 ;

m = n / n_d ;

f = 2* p i * n_d / ( lambda0* 1e=9 ) ;

x = f * r_0* 1e=9;

z = m* x ;

N = round (2+ x+4* x ^ ( 1 / 3 ) ) ;

j = ( 1 :N ) ;

s q r = s q r t ( p i* x / 2 ) ;

sqrm = s q r t ( p i* z / 2 ) ;

ph i = s q r .* b e s s e l j ( j +0 .5 , x ) ;

x i = s q r .* ( b e s s e l j ( j +0 .5 , x ) + 1 i* b e s s e l y ( j +0 .5 , x ) ) ;

phim = sqrm .* b e s s e l j ( j +0 .5 , z ) ;

ph i1 = [ s i n ( x ) , ph i ( 1 :N= 1 ) ] ;

phi1m = [ s i n ( z ) , phim ( 1 :N= 1 ) ] ;

y = s q r .* b e s s e l y ( j +0 .5 , x ) ;

y1 = [= cos ( x ) , y ( 1 :N= 1 ) ] ;

ph ip = ( phi1= j / x . * ph i ) ;

phimp = ( phi1m= j / z . * phim ) ;

x ip = ( ph i1 + 1 i* y1 ) = j / x . * ( ph i +1 i * y ) ;

a j = (m* phim .* ph ip = ph i .* phimp ) . / ( m* phim .* x ip =x i . * phimp ) ;
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b j = ( phim .* ph ip = m* ph i .* phimp ) . / ( phim .* x ip =m* x i . * phimp ) ;

Qsca = sum ( (2* j + 1 ) .* ( abs ( a j ) .* abs ( a j ) + abs ( b j ) .* abs ( b j ) ) ) ;

Qsca = Qsca* 2* p i / ( f * f ) ;

Qext = sum ( (2* j + 1 ) .* ( r e a l ( a j + b j ) ) ) ;

Qext = Qext* 2* p i / ( f * f ) ;

%

end

Since we calculated the scattering and extinction cross sections from the Mie theory for a

given wavelength and for a single particle size, we can further calculate them for any conditon in

order to obtain the maps in Figure 3.12. This representation is very convenient to point out any

optical resonance (but the Mie theory remains more adequate for particles whose size is of the

order of the incident light wavelength). IN this perspective, we developed a last program namely

Maps. It should be noted that we plot in this program the scattering and extinction e�ciencies

by dividing the outputs ofMie by the geometric cross section of the particle of sizer_0

t i c

lambda = 3 0 0 : 1 : 1 0 0 0 ;

n_d = 1 ;

R = 5 : 1 : 4 0 0 ;

Qsca = z e r o s ( l e n g t h ( lambda ) , l e n g t h (R ) ) ;

Qext = z e r o s ( l e n g t h ( lambda ) , l e n g t h (R ) ) ;

Qabs = z e r o s ( l e n g t h ( lambda ) , l e n g t h (R ) ) ;

Qsca_pr ime = 3 0 0 : 1 : 1 0 0 0 ;

Qext_pr ime = 3 0 0 : 1 : 1 0 0 0 ;

z = 0 ;

f o r j =1: l e n g t h (R)

f o r p = 1 : l e n g t h ( lambda )

[ Qsca_pr ime ( p ) , Qext_pr ime ( p ) ] = Mie ( lambda ( p ) ,R( j ) , n_d ) ;

Qsca_pr ime ( p ) = Qsca_pr ime ( p ) / ( p i*R( j ) * 1 e=9 )^2 ;

Qext_pr ime ( p ) = Qext_pr ime ( p ) / ( p i*R( j ) * 1 e=9 )^2 ;

end
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Qsca ( : , j ) = Qsca_pr ime ;

Qext ( : , j ) = Qext_pr ime ;

Qabs ( : , j ) = Qext ( : , j )=Qsca ( : , j ) ;

z = R( j ) ;

end

t o c

T1 = t a b l e ( lambda . ' , Qsca )

T2 = t a b l e ( lambda . ' , Qext )

T3 = t a b l e ( lambda . ' , Qabs )

s u r f c ( lambda , R , Qsca . ' , ' L i neS ty l e ' , ' none ' ) ;

y l a b e l ( ' Nanosphere Radius (nm ) ' ) ;

x l a b e l ( [ ' L i gh t Wavelength (nm ) ' ] ) ;

co lormap ( j e t ( 2 5 6 ) ) ;

c o l o r b a r ;

view ( [ 0 0 1 ] ) ;

t i t l e ( ' S c a t t e r i n g E f f i c i e n c y o f s i n g l e nanosphere , a . u . ' ) ;
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Appendix B

Jones formalism

The Jones formalism depicts how the light polarization is impacted after being re�ected

or transmitted by optical components such as a photoelastic modulator (PEM), a waveplate, a

polarizer (P), an analyzer (A) (that is actually a polarizer), a compensator (C), the sample (S) etc.

This description is very convenient to explain the measurements of �rst and second harmonic

MOKE hysteresis loops. In this work we consider the basis withp ands components so that

the optical elements used in Kerr magnetometer set-up can be described with the following

matrices280

Optical component Notation General case

Polarizer P

 
cos(� )2 cos(� ) sin(� )

cos(� ) sin(� ) sin(� )2

!

Sample S

 
~rpp ~rps

~r sp ~r ss

!

Photoelastic modulator PEM

 
e

�
2 0

0 e
� �
2

!

Analyzer A

 
cos(� )2 cos(� ) sin(� )

cos(� ) sin(� ) sin(� )2

!

Table B.1: Magneto-optical response of optics involved in MOKE magnetometer set-up expressed in

the Jones formalism in the most general case. The angles� and� denotes the angle between the plane

of incidence and the main axis of the analyzer and polarizer, respectively.� andf correspond to the

amplitude and modulation frequency of the photoelastic modulator, respectively.
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Table B.1 has been written with the following conventions for incident and re�ected electric

�eld

E i =

 
E i

p

E i
s

!

(B.1a)

E r =

 
E r

p

E r
s

!

(B.1b)

As stressed in Chapter 2, the terms~r ss = r ssei�ss and ~rpp = rppei�pp are pure optical terms

while the terms ~rps = rpsei�ps and ~r sp = r spei�sp contain the MOKE. The terms� ij stand for

phase angles. As explained in chapter 4, the PEM provides a phase retardation� = � 0 sin(2�f t ).

According to Polisettyet al., the con�guration for the highest signal-to-noise ratio (SNR) for

P-MOKE and L-MOKE measurements requires the polarizer oriented at 90° followed by the

sample then the PEM and �nally the analyzer oriented either at 45° or 135°. Then the re�ected

electric �eld can be expressed as

E r = A � PEM � S � P � E i (B.2)

In this context, the general expression, in case of polarizer transmission axis at 90°, for the

measured intensity is given for any angle� by

I / j E r j2 = r 2
ss sin(� )2 + r 2

ps cos(� )2 + 2J0(� 0)r ssrps cos(� ss � � ps) sin(� ) cos(� )

+ 4J1(� 0)sin(2�f t )r ssrps sin(� ss � � ps) sin(� ) cos(� )

+ 4J2(� 0) cos(4�f t )r ssrps cos(� ss � � ps) sin(� ) cos(� )

+ :::

(B.3)

Bothcos(� 0) andsin(� 0) have been expanded into Bessel functions of ordern notedJn .
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Appendix C

Scanning electron microscopy of magnetic

metasurfaces

We supply SEM images of [Co/Gd/Pt]N metasurfaces withN = 1, 2, 3, 4, 5 and 6.
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Figure C.1: SEM images of [Co/Gd/Pt]1 nanodisk arrays. The scale bar corresponds to 200 nm.
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Figure C.2: SEM images of [Co/Gd/Pt]2 nanodisk arrays. The scale bar corresponds to 200 nm.

211



APPENDIX C. SCANNING ELECTRON MICROSCOPY OF MAGNETIC METASURFACES

Figure C.3: SEM images of [Co/Gd/Pt]3 nanodisk arrays. The scale bar corresponds to 200 nm.
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Figure C.4: SEM images of [Co/Gd/Pt]4 nanodisk arrays. The scale bar corresponds to 200 nm.
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Figure C.5: SEM images of [Co/Gd/Pt]5 nanodisk arrays. The scale bar corresponds to 200 nm.
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Figure C.6: SEM images of [Co/Gd/Pt]6 nanodisk arrays. The scale bar corresponds to 200 nm.
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Appendix D

Extinction spectra of magnetic

metasurfaces

We supply raw extinction spectra of [Co/Gd/Pt]N metasurfacesN = 1, 2, 3, 4, 5 and 6 and

the corresponding continuous �lms.
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APPENDIX D. EXTINCTION SPECTRA OF MAGNETIC METASURFACES

Figure D.1: Extinction spectra of [Co/Gd/Pt]1 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm, (c)

D = 200 nm and (d)D = 250 nm.
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Figure D.2: Extinction spectra of [Co/Gd/Pt]2 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm, (c)

D = 200 nm and (d)D = 250 nm.
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Figure D.3: Extinction spectra of [Co/Gd/Pt]3 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm, (c)

D = 200 nm and (d)D = 250 nm.
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Figure D.4: Extinction spectra of [Co/Gd/Pt]4 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm, (c)

D = 200 nm and (d)D = 250 nm.
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Figure D.5: Extinction spectra of [Co/Gd/Pt]5 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm, (c)

D = 200 nm and (d)D = 250 nm.
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Figure D.6: Extinction spectra of [Co/Gd/Pt]6 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm, (c)

D = 200 nm and (d)D = 250 nm.
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Figure D.7: Extinction spectra of [Co/Gd/Pt]N continuous �lms.
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Appendix E

Magneto-optical spectra of magnetic

metasurfaces

We supply raw MO spectra of [Co/Gd/Pt]N metasurfacesN = 1, 2, 3, 4, 5 and 6 and the

corresponding continuous �lms.
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APPENDIX E. MAGNETO-OPTICAL SPECTRA OF MAGNETIC METASURFACES

Figure E.1: Faraday angle spectra of [Co/Gd/Pt]1 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm,

(c) D = 200 nm and (d)D = 250 nm.
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Figure E.2: Faraday angle spectra of [Co/Gd/Pt]2 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm,

(c) D = 200 nm and (d)D = 250 nm.

227



APPENDIX E. MAGNETO-OPTICAL SPECTRA OF MAGNETIC METASURFACES

Figure E.3: Faraday angle spectra of [Co/Gd/Pt]3 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm,

(c) D = 200 nm and (d)D = 250 nm.
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Figure E.4: Faraday angle spectra of [Co/Gd/Pt]4 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm,

(c) D = 200 nm and (d)D = 250 nm.
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Figure E.5: Faraday angle spectra of [Co/Gd/Pt]5 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm,

(c) D = 200 nm and (d)D = 250 nm.
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Figure E.6: Faraday angle spectra of [Co/Gd/Pt]6 nanodisk arrays with (a)D = 100 nm, (b)D = 150 nm,

(c) D = 200 nm and (d)D = 250 nm.
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Figure E.7: Faraday angle spectra of [Co/Gd/Pt]N continuous �lms.
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Appendix F

Demonstration of magnetism-induced

surface lattice resonances in magnetic

metasurfaces

We supply MO spectra of [Co/Gd/Pt]3 metasurfaces measured at oblique angle of incidence.

Figure F.1: (a) Kerr rotation and (b) ellipticity spectra of [Co/Gd/Pt]3 metasurfaces withD = 100 nm and

P = 400, 450, 500 and 550 nm for incoming s-polarized light.
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APPENDIX F. DEMONSTRATION OF MAGNETISM-INDUCED SURFACE LATTICE RESONANCES IN MAGNETIC METASURFACES

Figure F.2: (a) Kerr rotation and (b) ellipticity spectra of [Co/Gd/Pt]3 metasurfaces withD = 150 nm and

P = 400, 450, 500 and 550 nm for incoming s-polarized light.

Figure F.3: (a) Kerr rotation and (b) ellipticity spectra of [Co/Gd/Pt]3 metasurfaces withD = 200 nm and

P = 400, 450, 500 and 550 nm for incoming s-polarized light.
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APPENDIX F. DEMONSTRATION OF MAGNETISM-INDUCED SURFACE LATTICE RESONANCES IN MAGNETIC METASURFACES

Figure F.4: (a) Kerr rotation and (b) ellipticity spectra of [Co/Gd/Pt]3 metasurfaces withD = 250 nm and

P = 400, 450, 500 and 550 nm for incoming s-polarized light.
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Résumé de la thèse

Représentation schématique d'une métasurface magnétique étudiée dans cette thèse.

Nous accordons de plus en plus de place au digital dans notre vie quotidienne. En e�et, la

quantité de données générées et consultées ne fait qu'augmenter au cours des années. La so-

ciété est ainsi en pleine mutation dans laquelle les objets les plus utilisés sont amenés à être

connectés donnant naissance à l'Internet des Objets. Ainsi l'industrie de stockage de données

a besoin de nouvelles stratégies pour stocker plus d'information, plus vite et avec un coût én-

ergétique moindre. A ce jour le moyen le plus rapide d'e�ectuer un retournement complet de

l'aimantation requiert uniquement une impulsion laser ultrarapide. En e�et, certains matériaux

ferrimagnétiques, caractérisés par deux sous réseaux magnétiques, peuvent voir leur aimanta-

tion changer d'orientation sous l'action d'une impulsion laser ultrarapide dont la polarisation

peut être linéaire8,123. Ce phénomène est communément appeléAll Optical Helicity Indepen-

dent Switching(AO-HIS). Ce retournement local d'aimantation peut être induit par une impul-

sion laser unique qui irradie le système magnétique dont la durée est généralement de l'ordre
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de quelques dizaines voir centaines de femtosecondes. Principalement observé dans l'alliage

amorphe GdFeCo8,123, l'AO-HIS a été étendu à d'autres systèmes tels que Mn2RuxGa132,126,

GdTbCo127,128, TbCo129�131 mais aussi dans des systèmes ferrimagnétiques de synthèse, en par-

ticulier les arrangements multicouches Tb/Co133�135, Tb/Fe135 and Co/Gd10,11,136.

Les phénomènes en jeu sont issus d'un état hors équilibre transitoire comme l'ont suggéré

les premiers travaux pionniers sur la désaimantation ultrarapide6,85. En e�et le système n'est pas

thermalisé, en d'autres termes il n'est pas à l'équilibre thermodynamique. Il a été montré dans

le cas de l'alliage amorphe GdFeCo, matériau qui est au coeur de ces études, que l'irradiation

par une impulsion laser ultrarapide donne lieu à une di�érence de température entre le système

électronique (électrons de conductions), le réseau cristallin (les phonons) et les spins. Puisque

l'état de non-équilibre peut être caractérisé par une di�érence de potentiel chimique entre deux

sous-systèmes qui intéragissent entre eux, les électrons portant un spin up et down ne possè-

dent pas eux-mêmes le même potentiel chimique. Les di�érents acteurs ne sont donc pas à

l'équilibre entre eux. Cependant ils sont interdépendants donnant lieu à des transferts d'énergie

et de moment angulaire pour retrouver un état d'équilibre global. Par exemple, les électrons

localisés du Gd, qui portent l'aimantation, transfèrent ce moment angulaire via les électrons de

conduction, plus mobiles, vers l'autre sous réseau magnétique FeCo. Ceci donne lieu naissance

à un état transitoire ferromagnétique puis c'est le sous système FeCo qui permet par la suite de

renverser l'orientation magnétique du Gd. Il est important de souligner que le Gd ne peut pas

dissiper ni d'énergie ni de moment angulaire avec le réseau cristallin, permettant de consacrer

toute l'énergie de l'impulsion laser absorbée au retournement d'aimantation.

Le mécanisme sous-jacent de ce type de retournement d'aimantation tout optique est un e�et

thermique puisque l'ingrédient clé est la quantité d'énergie reçue par le système ferrimagnétique

par l'impulsion laser ultrarapide. Dans cette perspective nous employons la plasmonique pour

que le processus soit moins demandeur en énergie puisque l'excitation d'un mode plasmonique

implique que le système visé va absorber plus d'énergie que si aucun mode n'était excité. Par

exemple, dans le cas d'une nanoparticule faite de métal noble, le nuage d'électrons va répon-

dre à un champ électrique oscillant externe tout comme un ressort répondrait à une sollicitation

externe. Il existe ainsi une fréquence, la fréquence plasmon, pour laquelle les oscillations du

nuage d'électrons sont extrêmement prononcés menant à une forte absorption d'énergie par la

nanoparticle. On parle de résonance de plasmon de surface localisée (LSPR) lorsqu'une seule

nanoparticule est impliquée. Lorsque plusieurs particules sont impliquées dans un réseau péri-

odique, elles peuvent être amenées à se coupler entre elles. Cela intervient quand la résonance de

plasmon de surface localisée de chaque entité coïncide avec la résonance propre du réseau. Ainsi,
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tous les dipoles induits oscillent en phase grâce à l'hybridation des modes donnant lieu à une

résonance, la résonance de réseau de surface (SLR), où la perte de cohérence de l'oscillation des

électrons serait moindre. La facilité de perdre cette cohérence ou non se traduit par une largeur

spectrale de la résonance plus ou moins prononcée. Le fait de passer d'un système unique à un

comportement collectif permet donc d'améliorer la qualité de la résonance plasmonique et donc

de la quantité d'énergie absorbée par le système.

Par ailleurs, la résolution spatiale de l'AO-HIS est limitée à une dizaine de micromètres ce

qui n'est absolument pas compétitif en comparaison des disques durs actuels qui travaillent à

l'échelle nanométrique. Dans ce sens, la plasmonique est requise puisqu'elle fournit également

les outils pour manipuler la lumière à l'échelle nanométrique, surpassant la limite �xée par la

di�raction de la lumière20. Plusieurs études ont déjà montré que l'on pouvait soit e�ectuer de

l'AO-HIS dans des nanostructures magnétiques126,327�329 soit utiliser des modes localisés, via

des nanoantennes d'or, pour rendre l'AO-HIS possible à l'échelle nanométrique dans un �lm

mince magnétique combiné à un coût énergétique réduit168. Nous explorons dans cette thèse

la possibilité de coupler les deux approches via l'excitation de résonances de réseau de surface

dans des arrangements périodiques de nanodisques magnétiques constitués de plusieurs motifs

de [Co/Gd/Pt].

En réalité, la plasmonique a déjà été intégrée dans certains dispositifs à mémoire de données.

Le matériau impliqué dans les disques durs est granulaire, constitué de grains de FePt320,321,336,

matériau présentant une forte anisotropie. Cette propriété est importante pour éviter les �uc-

tuations thermiques menant à des retournements d'aimantation non voulus. Cependant cette

forte anisotropie rentre en con�it avec la volonté de retourner l'aimantation de grains plus petits

puisque ces derniers requiert un champ magnétique bien plus élevé pour qu'ils puissent voir leur

aimantation changer d'orientation. L'industrie de stockage de données doit ainsi faire face à un

trilemne. Le développement de l'enregistrement magnétique assisté par la chaleur (HAMR) a

permis d'y remédier et d'obtenir d'une densité atteignant 1 Tb/in23,4,316,317. L'idée est de chauf-

fer localement le matériau magnétique avec un laser focalisé pour le rendre plus mou de manière

à réduire le champ magnétique nécessaire pour observer un renversement d'aimantation. La

résolution des technologies HAMR est cependant limitée par la taille du faisceau optique dont

les dimensions sont au dessus de la limite de di�raction. Ainsi l'utilisation de transducteur de

champ proche permet via l'excitation de résonance plasmonique localisée permet de chau�er

localement le matériau granulaire magnétique5. L'intégration de la plasmonique dans les tech-

nologies HAMR permet d'utiliser des matériaux magnétique à forte anisotropie avec une taille

de grain inférieure à 7 nm318�321. Cette con�guration permet de réduire rapidement le champ
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coercitif quand le matériau est irradié et une couche adjacente, jouant le rôle de dissipateur de

chaleur, permet de refroidir rapidement le matériau de manière à restaurer rapidement les pro-

priétés magnétiques quand le laser n'irradie pas la zone. Nous intervenons également sur cette

composante des futures technologies HAMR pour permettre l'AO-HIS possible pour des durées

d'impulsion laser plus longues.

Ainsi, avant de présenter nos résultats, nous présentons le cadre conventionnelle de la dy-

namique d'aimantation et détaillons les propriétés magnétiques des matériaux que nous utilisons.

Après avoir décrit les premiers travaux pionniers sur la désaimantation ultrarapide, nous mon-

trons que ces matériaux peuvent voir leur aimantation se renverser sous l'action d'une impulsion

de lumière ultrarapide dont la polarisation est linéaire. Puisque le mécanisme sous-jacent est

purement thermique, nous suggérons que nous pouvons l'améliorer en utilisant des nanostruc-

tures constituées toujours du même matériau. De plus, l'intégration de la plasmonique ouvre de

nouvelles perspectives en termes de densité d'écriture puisque les �lms minces magnétiques ne

permettent pas de stabiliser des domaines magnétiques à l'échelle nanométrique. Après avoir

revu les di�érents travaux utilisant la plasmonique non seulement pour un meilleur con�nement

de la lumière conduisant à un retournement d'aimantation exigeant moins d'énergie mais aussi

pour une forte augmentation des e�ets magnéto-optiques, nous expliquons en quoi les travaux

de recherche de cette thèse s'inscrivent dans cette dynamique et y apportent plus de profondeur.

Nous expliquons quels moyens ont été mis à notre disposition pour faire vivre ces travaux, à la

fois d'un point de vue expérimental mais aussi théorique.

L'idée générale de cette thèse est de savoir comme exploiter le mécanisme thermique de

l'AO-HIS, comment le contrôler et comment l'améliorer. Dans un premier temps nous avons

nanofabriqué des réseaux périodiques de nanodisques de [Co/Gd/Pt] a�n d'exciter des réso-

nance de réseau de surface. Après avoir caractérisé les échantillons àAalto Universityau sein

du groupe de Sebastiaan van Dijken, nous avons montré que nous pouvions contrôler la réduction

l'énergie seuil pour l'AO-HIS avec la longueur d'onde, observée comme étant la plus importante

lors de l'excitation du mode plasmonique. Nous avons remarqué que bien que le retournement

soit déterministe sur le �lm mince, les nanodisques sont soumis à un retournement stochas-

tique. En particulier, ce renversement incomplet dépend d'une probabilité de retournement qui

ne dépend à priori que de la taille des nanodisques. Nous avons identi�é que cette probabilité

augmente pour des disques plus petits, suggérant que le retournement pourrait être déterministe

pour des nanodisques encore plus petits que ceux étudiés. Puisque l'enregistrement magnétique

a également besoin d'une méthode de lecture de l'information qui soit �able, nous montrons qu'à

la résonance plasmonique, la réponse magnéto-optique est exacerbée dans les nanostructures en
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comparaison au �lm mince, jusqu'à un facteur d'amélioration de 60.

Nous soulignons le fait que, comme nous souhaitons lire uniquement l'information avec de

la lumière grâce à la magnéto-optique, il est important de distinguer clairement les niveaux in-

tensités lumineuses ré�échies par les échantillons dans les con�gurations up et down. Nous par-

lons alors de contraste magnéto-optique. Cette quantité a été mesurée en fonction de la longueur

d'onde pour toutes les géométries de réseaux périodiques étudiées. De part ces mesures nous

avons été en capacité d'extraire les spectres magnéto-optiques. Puisque la lumière incidente

arrivait sur le système avec un angle d'incidence non-nul avec une polarisations, c'est-à-dire

que la composante du champ électrique est orthogonale au plan d'incidence, nous avons mis

en lumière l'existence de résonances de réseaux d'origine magnétique. En e�et, en comparant

avec un système métallique non magnétique dans les mêmes conditions expérimentales, nous

montrons la présence d'une résonance supplémentaire. Ceci est due au fait que des nanodis-

ques magnétiques, sous l'action d'une onde incidente polarisée linéairement, manifestent deux

dipôles électriques induits qui sont orthogonaux entre eux. Le premier est aligné avec le champ

magnétique, il est d'origine purement optique. Le deuxième lui est orthogonal et existe du fait

du caractère magnétique de la nanostructure. C'est donc le couplage radiatif de tous ces dipôles

magnéto-optiques qui permet l'existence d'une résonance de réseau de surface additionnelle.

Dans un dernier temps, nous avons cherché à proposer de nouvelles stratégies pour être capa-

ble d'observer de l'AO-HIS pour des durées d'impulsion laser plus longues dans l'idée de pouvoir

l'appliquer plus facilement dans les futures mémoires de données à enregistrement magnétique.

En e�et, la limite �xée par la lecture avoisine les 15 picosecondes139,143mais nos résultats sug-

gèrent que nous pourrions retourner l'aimantation de couches atomiques de GdFeCo avec des

impulsions laser dont la durée limite serait de 25 ps. Dans notre étude nous avons conservé

une composition aotmique de Gd de 24%. En revanche, nous avons fait varier l'épaisseur de

la couche de cuivre adjacente à la couche magnétique, de 5 à 900 nm. Nous montrons que

la �uence seuil pour observer du retournement d'aimantation induit par la lumière ne dépend

presque pas que l'épaisseur de cuivre. En revanche, pour un temps d'impulsion laser donné, la

�uence seuil pour obtenir un état multidomaine stochastique en dépend fortement. Elle tend à

augmenter avec une couche de plus en plus épaisse. Ainsi, la couche de cuivre joue le rôle de

dissipateur de chaleur permettant un refroidissement plus ou moins important du système élec-

tronique impliquant un retournement ou non de l'aimantation du GdFeCo. Cette étude permet

d'a�ner notre compréhension de l'AO-HIS, notamment via la con�rmation de nos résultats par

la théorie, couplant un modèle à deux températures (les électrons et les phonons) avec un modèle

de dynamique de spin. Nous montrons que pour obtenir de l'AO-HIS, le système électronique,
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lors de son état transitoire, doit dépasser une certain température critique avant de se refroidir

en dessous de la température de désordre magnétique avant un certain temps limite. Ainsi, nous

a�rmons que ce qui limite l'AO-HIS pour des temps d'impulsion trop longs n'est pas une faible

di�usion d'échange (transfert d'énergie et de moment angulaire entre les électrons et les spins)

mais bien un refroidissement ine�cace du système électronique. Nous proposons ainsi de re-

pousser cette limite avec des dissipateurs de chaleur. Une manière de représenter les conditions

limites de l'AO-HIS est de représenter graphiquement les �uences seuil de retournement et d'état

multidomaine en fonction du temps d'impulsion laser116,141. Ainsi, l'utilisation de dissipateurs

de chaleur permet d'ouvrir la fenêtre de �uences utilisables pour observer de l'AO-HIS, ayant

pour conséquence directe une augmentation du temps d'impulsion laser limite. Un extrapola-

tion de nos données estime un temps d'impulsion limite de 25 picosecondes qui est propre à nos

échantillons mais qui peut sans aucun doute être étendu pour d'autres compositions atomiques

de Gd.

Ainsi cette thèse s'est concentrée sur deux des trois aspects importants des nouvelles tech-

nologies HAMR : le matériau granulaire et le dissipateur de chaleur. Nous avons développé un

matériau granulaire arti�ciel via des arrangements périodiques de nanodisques magnétiques de

[Co/Gd/Pt]. Ces derniers permettent l'excitation de résonances plasmoniques collectives menant

à une augmentation de l'absorption de l'énergie lumineuse par le système. Cette approche per-

met non seulement de réduire l'énergie seuil pour observer de l'AO-HIS, mais il permet égale-

ment de l'obtenir à une échelle spatiale qui n'est pas envisageable des �lms minces continus.

Par ailleurs, ces résonances plasmoniques permettent de booster la réponse magneto-optique,

prometteur pour une bonne sensibilité de lecture. Une étude faite pour un angle d'incidence non

nul a permis de mettre en lumière des résonances de réseau d'origine magnétique. Le deuxième

aspect que nous avons considéré est l'impact d'un dissipateur thermique sur le retournement. Ce

dernier a pour e�et d'étendre l'AO-HIS à des temps d'impulsion laser plus grands et pour une

plage d'énergie du laser plus large pour une durée d'impulsion donnée. Cet aspect est prometteur

pour une applicabilité moins contraignante de l'AO-HIS pour les futures mémoires de données

tout optique.
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